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M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion

= Composition of this sample makes detection impossible by this method

= Insufficient Sample

= No result

I.S.

--

= Listed not received

= Not applicable

L.N.R.

n.a.

*INF

Report Footer:

Methods marked with an asterisk (e.g. *NAA08V) were subcontracted

Elements marked with the @ symbol (e.g. @Cu) denote assays performed using accredited test methods

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation 

of liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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JL-031-13 60 0.06 0.002 1.80 --

*Dup JL-031-13 65 0.07 0.002 -- --

JL-032-13 125 0.13 0.004 2.20 --

JL-033-13 610 0.61 0.018 0.70 --

JL-034-13 70 0.07 0.002 1.10 --

JL-035-13 155 0.15 0.004 1.30 --

JL-036-13 175 0.18 0.005 1.00 --

JL-037-13 460 0.46 0.013 1.50 --

JL-038-13 220 0.22 0.006 1.20 --

JL-039-13 2675 2.68 0.078 1.00 --

JL-040-13 >10000 >10.00 >0.300 0.60 46.63

JL-041-13 >10000 >10.00 >0.300 0.70 15.24

JL-042-13 60 0.06 0.002 1.00 --

GBZ-021-13 >10000 >10.00 >0.300 1.60 20.31

GBZ-022-13 115 0.12 0.003 1.60 --

GBZ-023-13 1390 1.39 0.041 1.60 --

Element

Method

Det.Lim.

Units
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