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Certificate of Analysis
Work Order: RL1204008


TRI ORIGIN EXPL. LTD.


125 DON HILLOCK DRIVE


UNIT 18


AURORA


ONTARIO  L4G 0H8


To: Date: Dec 04, 2012


P.O. No.              


Project No.          


No. Of Samples   


Date Submitted   


Report Comprises


SKY LAKE PROJECT


-


78


Nov 30, 2012


Pages  1  to  3


(Inclusive of Cover Sheet)


:


:


:


:


:


Certified By  : __________________________________


  


M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion


= Composition of this sample makes detection impossible by this method


= Insufficient Sample


= No result


I.S.


--


= Listed not received


= Not applicable


L.N.R.


n.a.


*INF


Report Footer:


Methods marked with an asterisk (e.g. *NAA08V) were subcontracted


Methods marked with the @ symbol (e.g. @AAS21E) denote accredited tests


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Mineral Services  16A Young Street   Red Lake  t(807) 727-2939  f(807) 727-3183  www.ca.sgs.com
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Au


FAA313


5


ppb


Au


FAA313


0.01


g/t


Au


FAA313


0.001


oz/t


WtKg


WGH79


0.01


kg


W652576 <5 <0.01 <0.001 1.70


*Dup W652576 <5 <0.01 <0.001 --


W652577 15 0.02 <0.001 1.70


W652578 10 0.01 <0.001 1.60


W652579 15 0.01 <0.001 1.80


W652580 5 <0.01 <0.001 1.90


W652581 10 <0.01 <0.001 1.80


W652582 5 <0.01 <0.001 1.70


W652583 90 0.09 0.003 0.80


W652584 15 0.02 <0.001 1.60


W652585 <5 <0.01 <0.001 1.60


W652586 <5 <0.01 <0.001 1.80


W652587 <5 <0.01 <0.001 1.60


W652588 <5 <0.01 <0.001 1.70


W652589 <5 <0.01 <0.001 1.70


W652590 15 0.02 <0.001 1.80


W652591 10 0.01 <0.001 1.00


W652592 <5 <0.01 <0.001 1.80


W652593 <5 <0.01 <0.001 1.80


W652594 <5 <0.01 <0.001 1.80


W652595 10 <0.01 <0.001 1.70


W652596 <5 <0.01 <0.001 1.80


W652597 <5 <0.01 <0.001 1.90


W652598 25 0.02 <0.001 1.80


W652599 <5 <0.01 <0.001 0.90


W652600 <5 <0.01 <0.001 0.90


W652601 10 <0.01 <0.001 1.00


W652602 <5 <0.01 <0.001 0.90


W652603 <5 <0.01 <0.001 0.90


W652604 20 0.02 <0.001 0.80


W652605 <5 <0.01 <0.001 1.70


W652606 20 0.02 <0.001 1.70


W652607 5 <0.01 <0.001 1.50


W652608 10 <0.01 <0.001 1.70


W652609 5 <0.01 <0.001 1.90


W652610 5 <0.01 <0.001 1.70


W652611 <5 <0.01 <0.001 1.80


*Dup W652611 5 <0.01 <0.001 --


W652612 <5 <0.01 <0.001 1.80


W652613 15 0.02 <0.001 1.90


W652614 25 0.02 <0.001 1.70


W652615 <5 <0.01 <0.001 1.90


W652616 <5 <0.01 <0.001 1.80


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Mineral Services  16A Young Street   Red Lake  t(807) 727-2939  f(807) 727-3183  www.ca.sgs.com
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Au


FAA313


5


ppb


Au


FAA313


0.01


g/t


Au


FAA313


0.001


oz/t


WtKg


WGH79


0.01


kg


W652617 <5 <0.01 <0.001 1.70


W652618 <5 <0.01 <0.001 1.80


W652619 25 0.02 <0.001 1.70


W652620 55 0.06 0.002 1.80


W652621 <5 <0.01 <0.001 1.60


W652622 5 <0.01 <0.001 1.70


W652623 10 <0.01 <0.001 1.70


W652624 <5 <0.01 <0.001 1.80


W652625 5 <0.01 <0.001 0.90


W652626 <5 <0.01 <0.001 1.80


W652627 <5 <0.01 <0.001 1.70


W652628 <5 <0.01 <0.001 0.90


W652629 <5 <0.01 <0.001 1.70


W652630 <5 <0.01 <0.001 1.80


W652631 <5 <0.01 <0.001 0.90


W652632 15 0.02 <0.001 1.00


W652633 25 0.02 <0.001 0.90


W652634 <5 <0.01 <0.001 0.90


W652635 <5 <0.01 <0.001 1.90


W652636 35 0.03 <0.001 1.80


W652637 <5 <0.01 <0.001 1.60


W652638 5 <0.01 <0.001 1.80


W652639 10 <0.01 <0.001 0.90


W652640 10 <0.01 <0.001 0.90


W652641 <5 <0.01 <0.001 2.00


W652642 10 <0.01 <0.001 1.70


W652643 <5 <0.01 <0.001 2.00


W652644 5 <0.01 <0.001 1.80


W652645 5 <0.01 <0.001 1.80


W652646 5 <0.01 <0.001 1.80


*Dup W652646 10 <0.01 <0.001 --


W652647 <5 <0.01 <0.001 1.70


W652648 <5 <0.01 <0.001 1.80


W652649 <5 <0.01 <0.001 1.80


W652650 <5 <0.01 <0.001 1.70


W652651 <5 <0.01 <0.001 2.00


W652652 5 <0.01 <0.001 0.90


W652653 240 0.24 0.007 1.90


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Mineral Services  16A Young Street   Red Lake  t(807) 727-2939  f(807) 727-3183  www.ca.sgs.com








Certificate of Analysis
Work Order: RL1204105


TRI ORIGIN EXPL. LTD.


125 DON HILLOCK DRIVE


UNIT 18


AURORA


ONTARIO  L4G 0H8


To: Date: Dec 16, 2012


P.O. No.              


Project No.          


No. Of Samples   


Date Submitted   


Report Comprises


-


-


17


Dec 10, 2012


Pages  1  to  2


(Inclusive of Cover Sheet)


:


:


:


:


:


Distribution of unused material:
Store samples: 


Certified By  : __________________________________


  


M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion


= Composition of this sample makes detection impossible by this method


= Insufficient Sample


= No result


I.S.


--


= Listed not received


= Not applicable


L.N.R.


n.a.


*INF


Report Footer:


Methods marked with an asterisk (e.g. *NAA08V) were subcontracted


Methods marked with the @ symbol (e.g. @AAS21E) denote accredited tests


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Mineral Services  16A Young Street   Red Lake  t(807) 727-2939  f(807) 727-3183  www.ca.sgs.com
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Au


FAA313


5


ppb


Au


FAA313


0.01


g/t


Au


FAA313


0.001


oz/t


WtKg


WGH79


0.01


kg


W652678 85 0.09 0.003 0.80


*Dup W652678 80 0.08 0.002 --


W652679 80 0.08 0.002 0.80


W652680 20 0.02 <0.001 0.70


W652681 5 <0.01 <0.001 0.90


W652682 55 0.06 0.002 0.90


W652683 <5 <0.01 <0.001 0.80


W652684 <5 <0.01 <0.001 0.90


W652685 110 0.11 0.003 1.00


W652686 <5 <0.01 <0.001 1.60


W652687 <5 <0.01 <0.001 1.70


W652688 <5 <0.01 <0.001 1.60


W652689 <5 <0.01 <0.001 1.70


W652690 <5 <0.01 <0.001 1.70


W652691 110 0.11 0.003 1.80


W652692 <5 <0.01 <0.001 1.00


W652693 <5 <0.01 <0.001 1.70


W652694 <5 <0.01 <0.001 1.90


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Mineral Services  16A Young Street   Red Lake  t(807) 727-2939  f(807) 727-3183  www.ca.sgs.com








Certificate of Analysis
Work Order: RL1204122


TRI ORIGIN EXPL. LTD.


125 DON HILLOCK DRIVE


UNIT 18


AURORA


ONTARIO  L4G 0H8


To: Date: Dec 14, 2012


P.O. No.              


Project No.          


No. Of Samples   


Date Submitted   


Report Comprises


-


-


26


Dec 10, 2012


Pages  1  to  2


(Inclusive of Cover Sheet)


:


:


:


:


:


Certified By  : __________________________________


  


M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion


= Composition of this sample makes detection impossible by this method


= Insufficient Sample


= No result


I.S.


--


= Listed not received


= Not applicable


L.N.R.


n.a.


*INF


Report Footer:


Methods marked with an asterisk (e.g. *NAA08V) were subcontracted


Methods marked with the @ symbol (e.g. @AAS21E) denote accredited tests


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Mineral Services  16A Young Street   Red Lake  t(807) 727-2939  f(807) 727-3183  www.ca.sgs.com
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Au


FAA313


5


ppb


Au


FAA313


0.01


g/t


Au


FAA313


0.001


oz/t


WtKg


WGH79


0.01


kg


W652695 <5 <0.01 <0.001 1.70


*Dup W652695 <5 <0.01 <0.001 --


W652696 <5 <0.01 <0.001 1.10


W652697 <5 <0.01 <0.001 1.10


W652698 <5 <0.01 <0.001 0.80


W652699 <5 <0.01 <0.001 1.20


W652700 <5 <0.01 <0.001 0.90


W652701 <5 <0.01 <0.001 1.10


W652702 <5 <0.01 <0.001 1.40


W652703 <5 <0.01 <0.001 1.70


W652704 <5 <0.01 <0.001 0.80


W652705 <5 <0.01 <0.001 1.50


W652706 <5 <0.01 <0.001 1.70


W652707 <5 <0.01 <0.001 1.70


W652708 <5 <0.01 <0.001 0.90


W652709 <5 <0.01 <0.001 0.80


W652710 <5 <0.01 <0.001 1.50


W652711 <5 <0.01 <0.001 1.70


W652712 <5 <0.01 <0.001 1.70


W652713 <5 <0.01 <0.001 1.70


W652714 <5 <0.01 <0.001 1.90


W652715 <5 <0.01 <0.001 1.30


W652716 <5 <0.01 <0.001 0.60


W652717 <5 <0.01 <0.001 0.90


W652718 <5 <0.01 <0.001 0.80


W652719 <5 <0.01 <0.001 0.90


W652720 <5 <0.01 <0.001 0.80


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Mineral Services  16A Young Street   Red Lake  t(807) 727-2939  f(807) 727-3183  www.ca.sgs.com








Certificate of Analysis
Work Order: RL1204130


TRI ORIGIN EXPL. LTD.


125 DON HILLOCK DRIVE


UNIT 18


AURORA


ONTARIO  L4G 0H8


To: Date: Dec 14, 2012


P.O. No.              


Project No.          


No. Of Samples   


Date Submitted   


Report Comprises


-


-


21


Dec 11, 2012


Pages  1  to  2


(Inclusive of Cover Sheet)


:


:


:


:


:


Certified By  : __________________________________


  


M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion


= Composition of this sample makes detection impossible by this method


= Insufficient Sample


= No result


I.S.


--


= Listed not received


= Not applicable


L.N.R.


n.a.


*INF


Report Footer:


Methods marked with an asterisk (e.g. *NAA08V) were subcontracted


Methods marked with the @ symbol (e.g. @AAS21E) denote accredited tests


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Mineral Services  16A Young Street   Red Lake  t(807) 727-2939  f(807) 727-3183  www.ca.sgs.com
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Au


FAA313


5


ppb


Au


FAA313


0.01


g/t


Au


FAA313


0.001


oz/t


WtKg


WGH79


0.01


kg


W652721 <5 <0.01 <0.001 0.80


*Dup W652721 <5 <0.01 <0.001 --


W652722 <5 <0.01 <0.001 1.30


W652723 80 0.08 0.002 0.80


W652724 <5 <0.01 <0.001 2.30


W652725 105 0.11 0.003 0.90


W652726 <5 <0.01 <0.001 0.90


W652727 <5 <0.01 <0.001 1.60


W652728 <5 <0.01 <0.001 0.80


W652729 <5 <0.01 <0.001 2.00


W652730 <5 <0.01 <0.001 2.10


W652731 <5 <0.01 <0.001 0.70


W652732 <5 <0.01 <0.001 1.00


W652733 <5 <0.01 <0.001 0.80


W652734 <5 <0.01 <0.001 0.80


W652735 260 0.26 0.008 1.50


W652736 120 0.12 0.004 1.30


W652737 150 0.15 0.004 1.60


W652738 15 0.01 <0.001 1.70


W652739 25 0.02 <0.001 1.00


W652740 45 0.05 0.001 1.40


W652741 25 0.03 <0.001 2.00


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Mineral Services  16A Young Street   Red Lake  t(807) 727-2939  f(807) 727-3183  www.ca.sgs.com
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Work Order: RL1204142


TRI ORIGIN EXPL. LTD.


125 DON HILLOCK DRIVE


UNIT 18


AURORA


ONTARIO  L4G 0H8


To: Date: Dec 20, 2012


P.O. No.              


Project No.          


No. Of Samples   


Date Submitted   


Report Comprises


-


-


18


Dec 13, 2012


Pages  1  to  2


(Inclusive of Cover Sheet)


:


:


:


:


:


Certified By  : __________________________________


  


M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion


= Composition of this sample makes detection impossible by this method


= Insufficient Sample


= No result


I.S.


--


= Listed not received


= Not applicable


L.N.R.


n.a.


*INF


Report Footer:


Methods marked with an asterisk (e.g. *NAA08V) were subcontracted


Methods marked with the @ symbol (e.g. @AAS21E) denote accredited tests


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Mineral Services  16A Young Street   Red Lake  t(807) 727-2939  f(807) 727-3183  www.ca.sgs.com
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Au


FAA313


5


ppb


Au


FAA313


0.01


g/t


Au


FAA313


0.001


oz/t


WtKg


WGH79


0.01


kg


W652742 10 0.01 <0.001 0.80


*Dup W652742 10 0.01 <0.001 --


W652743 10 <0.01 <0.001 1.00


W652744 <5 <0.01 <0.001 0.90


W652745 60 0.06 0.002 1.10


W652746 20 0.02 <0.001 1.00


W652747 20 0.02 <0.001 2.00


W652748 45 0.04 0.001 0.90


W652749 275 0.27 0.008 1.70


W652750 40 0.04 0.001 1.00


W652751 395 0.39 0.011 1.10


W652752 220 0.22 0.006 1.70


W652753 970 0.97 0.028 1.70


W652754 65 0.06 0.002 0.80


W652755 140 0.14 0.004 0.90


W652756 50 0.05 0.002 0.90


W652757 95 0.10 0.003 0.80


W652758 25 0.03 <0.001 0.80


W652759 160 0.16 0.005 1.60


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 
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Certificate of Analysis
Work Order: RL1204168


TRI ORIGIN EXPL. LTD.


125 DON HILLOCK DRIVE


UNIT 18


AURORA


ONTARIO  L4G 0H8


To: Date: Dec 20, 2012


P.O. No.              


Project No.          


No. Of Samples   


Date Submitted   


Report Comprises


-


-


13


Dec 15, 2012


Pages  1  to  2


(Inclusive of Cover Sheet)


:


:


:


:


:


Certified By  : __________________________________


  


M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion


= Composition of this sample makes detection impossible by this method


= Insufficient Sample


= No result


I.S.


--


= Listed not received


= Not applicable


L.N.R.


n.a.


*INF


Report Footer:


Methods marked with an asterisk (e.g. *NAA08V) were subcontracted


Methods marked with the @ symbol (e.g. @AAS21E) denote accredited tests
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Final : RL1204168 Revision REPORT Order: Page 2 of 2


Au


FAA313


5


ppb


Au


FAA313


0.01


g/t


Au


FAA313


0.001


oz/t


WtKg


WGH79


0.01


kg


W652760 15 0.02 <0.001 1.30


*Dup W652760 10 <0.01 <0.001 --


W652761 <5 <0.01 <0.001 1.00


W652762 10 0.01 <0.001 1.30


W652763 5 <0.01 <0.001 1.30


W652764 5 <0.01 <0.001 1.70


W652765 15 0.02 <0.001 1.90


W652766 15 0.01 <0.001 2.20


W652767 10 0.01 <0.001 0.90


W652768 10 <0.01 <0.001 0.90


W652769 5 <0.01 <0.001 0.90


W652770 10 0.01 <0.001 1.50


W652771 5 <0.01 <0.001 0.90


W652772 10 0.01 <0.001 1.40


Element


Method


Det.Lim.


Units
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We are committed to providing accessible customer service.
If you need accessible formats or communications supports, please contact us.


Nous tenons à améliorer l’accessibilité des services à la clientèle.
Si vous avez besoin de formats accessibles ou d’aide à la communication, veuillez  
nous contacter.


1 



http://www.ontario.ca/government/accessible-customer-service-policy

mailto:pro.ndm@ontario.ca?subject=Accessibility%20Request

http://www.ontario.ca/fr/page/politique-daccessibilite-pour-les-services-la-clientele

mailto:pro.ndm@ontario.ca?subject=Probleme%20Accessibilite







