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Certificate of Analysis
Work Order: TO106594


Tri-Origin Exploration Ltd.


Attn: Presitdent Robert Valliant


125 Don Hillock Drive


Unit 18


AURORA


ONTARIO  L4G OH8


To: Date: Aug 12, 2009


P.O. No.              


Project No.          


No. Of Samples   


Date Submitted   


Report Comprises


Project:red Lake Extension


DEFAULT


12


Jun 30, 2009


Pages  1  to  6


(Inclusive of Cover Sheet)


:


:


:


:


:


Distribution of unused material:


Discard after 90 days: 12 Rocks 


XRF analyses were performed at the SGS Lakefield site.


Preparation of samples and Gold analyses were performed at the SGS Red Lake site


Comments:


Certified By  : ________________________________________
Gavin McGill


Operations Manager


SGS Minerals Services (Toronto) is accredited by Standards Council of Canada (SCC) and conforms to the requirements of ISO/IEC 17025 for 


specific tests as indicated on the scope of accreditation to be found at http://www.scc.ca/en/programs/lab/mineral.shtml


M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion


= Composition of this sample makes detection impossible by this method


= Insufficient Sample


= No result


I.S.


--


= Listed not received


= Not applicable


L.N.R.


n.a.


*INF


Report Footer:


Methods marked with an asterisk (e.g. *NAA08V) were subcontracted


Methods marked with the @ symbol (e.g. @AAS21E) denote accredited tests


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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SiO2


XRF76Z


0.01


%


Al2O3
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0.01


%


Fe2O3
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0.01


%


MgO


XRF76Z


0.01


%


CaO


XRF76Z


0.01


%


Na2O
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0.01


%


K2O
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TiO2
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0.01


%


P2O5
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0.01


%


MnO


XRF76Z


0.01


%


A173383 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


*Rep A173383 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173384 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173385 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173386 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173387 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173376 47.7 13.1 17.8 6.26 9.97 2.31 0.14 1.56 0.07 0.24


A173377 48.7 18.5 9.32 7.06 11.1 2.48 0.27 1.22 0.09 0.19


A173378 49.8 13.5 18.2 5.90 7.48 1.58 0.46 2.23 0.21 0.27


A173379 46.3 16.1 13.1 8.44 10.3 2.56 0.18 0.84 0.06 0.20


A173380 49.5 13.7 15.3 6.32 9.80 2.92 0.29 0.98 0.09 0.24


A173381 47.6 15.8 13.7 6.91 11.7 2.70 0.32 1.04 0.08 0.22


A173382 47.6 15.9 13.5 6.06 12.7 2.56 0.13 1.03 0.08 0.28


Element


Method


Det.Lim.


Units
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A173383 N.A. N.A. N.A. <0.5 0.01 0.10 0.23 0.02 0.01 0.43


*Rep A173383 N.A. N.A. N.A. <0.5 0.01 0.10 0.23 0.02 0.01 0.44


A173384 N.A. N.A. N.A. 1.8 0.03 0.18 0.20 <0.01 0.03 0.38


A173385 N.A. N.A. N.A. <0.5 0.03 0.14 0.60 0.01 0.24 0.30


A173386 N.A. N.A. N.A. <0.5 <0.01 0.43 1.60 0.02 0.30 0.44


A173387 N.A. N.A. N.A. <0.5 0.03 0.34 1.28 0.03 0.05 0.67


A173376 < 0.01 0.57 99.8 N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173377 0.05 1.08 100.1 N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173378 0.01 0.45 100.2 N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173379 0.04 1.55 99.8 N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173380 0.02 0.77 100.1 N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173381 0.03 0.66 100.8 N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173382 0.04 0.62 100.5 N.A. N.A. N.A. N.A. N.A. N.A. N.A.


Element


Method


Det.Lim.


Units
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A173383 <0.5 <0.01 6 17 321 3.95 3 6 93.2 49.6


*Rep A173383 <0.5 <0.01 6 19 329 3.98 3 6 92.7 50.7


A173384 <0.5 0.05 5 18 585 >15 40 86 263 89.6


A173385 0.8 0.02 3 14 1600 5.26 5 13 132 16.7


A173386 2.8 0.11 56 59 1420 >15 17 38 215 577


A173387 4.5 0.05 41 43 2000 6.37 19 31 291 319


A173376 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173377 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173378 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173379 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173380 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173381 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173382 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


Element


Method


Det.Lim.


Units
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A173383 <3 10.2 3.1 0.8 2 <2 <1 <10 <5 <1


*Rep A173383 <3 10.3 3.1 0.8 1 <2 <1 <10 6 <1


A173384 <3 4.0 4.9 5.5 <1 <2 <1 <10 27 28


A173385 <3 4.7 3.7 5.2 <1 <2 <1 <10 <5 215


A173386 <3 8.8 6.7 4.4 4 <2 <1 <10 27 247


A173387 27 9.8 4.2 3.6 7 <2 2 <10 8 12


A173376 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173377 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173378 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173379 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173380 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173381 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


A173382 N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.


Element


Method


Det.Lim.


Units
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A173383 1.1 <10 9 <5 <1 56


*Rep A173383 1.2 <10 10 <5 <1


A173384 5.3 50 <2 <5 8 12


A173385 1.1 <10 12 <5 31 13


A173386 14.0 50 14 <5 26 5


A173387 4.1 10 9 <5 7 23


A173376 N.A. N.A. N.A. N.A. N.A. N.A.


A173377 N.A. N.A. N.A. N.A. N.A. N.A.


A173378 N.A. N.A. N.A. N.A. N.A. N.A.


A173379 N.A. N.A. N.A. N.A. N.A. N.A.


A173380 N.A. N.A. N.A. N.A. N.A. N.A.


A173381 N.A. N.A. N.A. N.A. N.A. N.A.


A173382 N.A. N.A. N.A. N.A. N.A. N.A.


*Rep A173383 21


Element


Method


Det.Lim.


Units
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