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ALS CODE DESCRIPTION


SAMPLE PREPARATION


WEI-21 Received Sample Weight
LOG-22 Sample login - Rcd w/o BarCode
CRU-31 Fine crushing  - 70% <2mm
SPL-21 Split sample - riffle splitter
PUL-31 Pulverize split to 85% <75 um
LOG-23 Pulp Login - Rcvd with Barcode
CRU-QC Crushing QC Test
PUL-QC Pulverizing QC Test


ALS CODE DESCRIPTION INSTRUMENT


ANALYTICAL PROCEDURES


Au-ICP21 ICP-AESAu 30g FA ICP-AES Finish
ME-MS61 48 element four acid ICP-MS


CERTIFICATE   TB16197410


This report is for 56 Rock samples submitted to our lab in Thunder Bay, ON, Canada 
on 14-NOV-2016.


Project: Haultain
P.O. No.: 3


The following have access to data associated with this certificate:
GREG COLLINS STEVE FLANK THOMAS HART


PETER MCINTYRE SCOTT MCLEAN GRANT MOURRE


TRANSITION METALS CORP.
ATTN: STEVE FLANK
410 FALCONBRIDGE ROAD
UNIT 5
SUDBURY ON P3A 4S4 
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TRANSITION METALS CORP.
410 FALCONBRIDGE ROAD
UNIT 5
SUDBURY ON P3A 4S4 
 


To:


Project: Haultain


CERTIFICATE OF ANALYSIS    TB16197410 


Sample Description


Method
Analyte
Units
LOR 


WEI-21 Au-ICP21 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
Recvd Wt. Au Ag Al As Ba Be Bi Ca Cd Ce Co Cr Cs Cu


kg ppm ppm % ppm ppm ppm ppm % ppm ppm ppm ppm ppm ppm
0.02 0.001 0.01 0.01 0.2 10 0.05 0.01 0.01 0.02 0.01 0.1 1 0.05 0.2


L781509 0.77 1.400 0.22 2.00 6.4 260 0.71 0.37 0.35 0.07 174.0 10.5 38 0.31 54.1
L781510 0.91 1.100 0.60 3.20 12.0 240 0.92 1.30 2.18 0.15 58.8 20.3 108 0.49 164.0
L781511 0.45 0.123 0.08 7.99 22.6 1120 3.01 0.09 4.65 0.10 304 19.9 25 0.99 35.0
L781512 1.12 4.50 1.05 1.83 12.6 290 0.97 2.12 0.14 0.09 19.00 18.6 257 0.39 22.7
L781513 0.74 0.054 0.12 0.83 1.3 60 0.31 0.18 1.93 0.08 9.77 6.7 125 0.20 4.3


L781514 0.54 0.010 0.10 7.96 4.9 1320 2.76 0.09 5.31 0.08 289 18.7 22 1.96 24.5
L781515 1.01 2.81 0.66 1.15 6.1 50 0.37 0.91 0.05 0.05 11.80 11.9 283 0.23 11.4
L781516 1.17 0.023 0.07 6.31 3.5 270 1.75 0.13 1.13 0.09 253 34.8 74 2.41 17.1
L781517 0.57 8.49 0.89 0.77 9.0 1090 0.35 0.90 0.23 0.02 28.2 8.3 75 0.27 10.9
L781518 1.25 0.190 0.26 5.94 12.7 660 2.78 0.06 7.49 0.12 114.0 38.2 257 2.82 86.4


L781519 0.06 2.45 4.69 5.37 19.5 350 0.95 0.09 4.07 0.36 22.6 10.8 25 6.23 72.0
L781520 0.65 0.012 0.05 0.30 2.2 50 0.13 0.08 0.06 <0.02 4.77 2.3 52 0.09 16.8
L781521 1.25 0.062 1.25 1.79 6.4 150 0.61 3.98 0.10 0.07 11.10 13.5 554 0.58 24.7
L781522 1.23 0.014 0.05 0.68 1.3 460 0.33 0.07 1.46 0.06 7.68 6.3 185 0.32 43.7
L781523 0.89 0.008 0.10 0.87 3.4 270 0.45 0.29 0.13 0.05 13.20 10.2 220 0.30 27.7


L781524 1.59 0.016 0.22 6.87 10.2 1070 1.41 0.34 4.78 0.14 178.5 19.4 58 0.38 80.9
L781525 0.96 0.013 0.11 1.57 3.9 1010 0.62 0.19 5.10 0.08 25.0 12.5 136 0.47 49.4
L781526 1.07 0.004 0.12 6.28 5.6 820 1.15 0.22 6.88 0.10 168.5 16.4 58 0.50 52.0
L781527 1.00 0.011 19.05 0.77 0.9 200 0.07 29.0 0.17 0.04 1.13 7.8 421 0.10 157.5
L781528 0.52 0.033 0.15 8.23 4.0 410 2.46 0.42 2.84 0.03 232 25.4 60 1.59 8.7


L781529 0.07 2.41 4.96 5.46 19.8 350 0.95 0.09 4.12 0.36 23.6 11.4 25 6.43 74.6
L781530 0.51 0.018 0.32 0.65 1.3 190 0.21 1.03 0.07 0.02 2.51 5.0 206 0.24 7.1
L781531 0.49 0.085 0.77 1.37 2.8 200 0.44 1.30 7.38 0.13 10.05 19.4 347 0.42 102.5
L781532 0.62 0.065 0.17 7.25 6.7 380 2.78 0.47 3.57 0.13 60.6 38.3 282 1.95 95.8
L781533 0.73 0.062 0.12 0.62 1.0 260 0.22 0.14 0.13 0.03 3.02 4.4 106 0.08 10.2


L781534 0.56 0.120 0.56 1.47 3.9 110 0.72 1.13 0.33 0.09 3.55 16.1 457 0.39 14.5
L781535 0.80 0.883 0.91 1.05 3.1 110 0.26 1.85 0.05 <0.02 5.02 8.4 57 0.21 9.1
L781536 0.67 0.631 0.73 0.71 2.2 70 0.18 1.56 0.03 <0.02 5.93 9.2 157 0.15 4.4
L781537 0.57 0.119 0.58 1.27 4.0 2130 0.48 0.74 0.04 0.02 21.5 21.0 82 0.26 24.1
L781538 0.48 0.006 0.02 3.32 0.7 90 0.62 0.04 0.45 <0.02 3.89 23.3 80 0.49 1.6


L781539 0.63 2.80 0.42 2.31 1.4 160 0.54 0.87 0.08 <0.02 4.43 20.5 156 0.25 4.9
L781540 0.73 0.047 0.03 6.84 2.0 700 1.96 0.08 1.54 0.06 259 24.4 24 0.96 30.0
L781541 0.41 <0.001 0.05 8.19 1.7 450 1.19 0.07 4.83 0.04 40.7 29.0 89 0.45 43.0
L781542 1.05 <0.001 0.07 7.15 0.2 50 0.68 0.12 1.67 0.03 13.40 2.2 9 0.10 13.4
L781543 1.32 0.010 0.02 6.37 0.2 80 0.97 0.04 0.57 0.02 23.8 7.0 19 0.15 8.2


L782551 1.25 0.015 0.07 2.32 2.5 120 0.17 0.08 0.45 0.02 12.30 3.3 18 0.06 23.4
L782552 0.48 0.105 0.34 5.01 53.1 380 2.42 0.44 0.44 0.12 19.90 76.7 334 1.21 264
L782553 0.94 0.519 0.36 5.20 16.6 560 1.08 0.36 1.16 0.06 29.2 33.7 81 0.30 105.5
L782554 1.48 0.139 0.15 6.67 2.5 260 0.69 0.13 0.41 0.02 23.8 17.4 17 0.11 71.8
L782555 0.70 0.297 0.13 7.06 4.8 390 0.92 0.14 0.24 0.02 26.8 6.3 13 0.11 33.6
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Sample Description


Method
Analyte
Units
LOR 


ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
Fe Ga Ge Hf In K La Li Mg Mn Mo Na Nb Ni P
% ppm ppm ppm ppm % ppm ppm % ppm ppm % ppm ppm ppm


0.01 0.05 0.05 0.1 0.005 0.01 0.5 0.2 0.01 5 0.05 0.01 0.1 0.2 10


L781509 2.12 6.81 0.32 3.1 0.019 0.50 78.2 4.6 0.34 602 1.77 0.73 8.2 28.1 1390
L781510 3.32 8.32 0.14 1.3 0.028 0.78 28.1 8.5 1.04 830 6.21 1.12 5.5 55.6 600
L781511 4.88 24.1 0.54 6.2 0.052 2.18 110.0 16.8 1.59 754 0.14 3.25 9.7 32.0 4240
L781512 2.27 7.42 0.09 0.6 0.020 0.83 9.0 6.4 0.32 554 3.88 0.12 2.1 82.8 440
L781513 1.26 3.65 0.06 0.2 0.010 0.24 4.9 3.6 0.74 361 2.38 0.03 0.8 67.1 120


L781514 4.57 23.6 0.48 5.9 0.051 2.05 132.0 28.9 1.84 571 0.17 2.79 8.4 28.7 3810
L781515 1.93 4.46 0.07 0.2 0.013 0.13 4.6 7.3 1.30 425 5.54 0.08 1.3 114.5 30
L781516 8.04 21.3 0.44 5.8 0.042 0.62 115.5 45.5 8.85 425 0.59 0.05 6.9 345 3670
L781517 1.49 3.15 0.09 0.5 0.011 0.27 13.4 4.3 0.39 305 0.97 0.09 1.6 38.0 400
L781518 7.19 13.85 0.24 2.3 0.051 2.55 53.3 36.1 5.43 1520 0.50 0.75 9.3 159.5 2440


L781519 3.15 11.10 0.12 1.8 0.045 2.38 11.1 39.6 0.95 705 6.60 0.89 2.3 10.8 660
L781520 0.61 1.18 <0.05 0.1 <0.005 0.10 2.2 1.2 0.06 170 0.50 0.09 0.4 19.4 70
L781521 1.70 7.02 0.07 0.1 0.019 0.77 7.1 7.7 0.55 505 1.32 0.08 0.3 129.0 60
L781522 1.22 3.80 0.06 0.2 0.013 0.38 4.2 3.1 0.40 398 0.41 0.06 0.5 58.0 200
L781523 1.47 4.48 0.07 0.3 0.019 0.38 8.2 5.0 0.46 565 0.60 0.03 0.4 101.0 240


L781524 3.22 16.90 0.30 4.8 0.037 1.58 88.7 6.3 0.70 644 0.54 4.75 7.4 59.8 3830
L781525 2.05 7.43 0.08 0.8 0.021 0.63 13.6 6.0 1.16 642 0.45 0.16 1.0 108.5 240
L781526 2.59 13.70 0.28 4.4 0.035 1.24 84.6 10.2 0.69 519 0.87 3.58 8.3 59.4 2090
L781527 1.34 3.40 0.06 <0.1 0.009 0.06 0.5 5.9 0.96 118 1.98 0.02 0.1 95.7 10
L781528 4.61 20.8 0.41 5.3 0.043 1.35 80.0 22.9 1.78 355 0.21 4.02 6.2 69.8 3160


L781529 3.20 11.30 0.11 1.8 0.047 2.40 11.4 40.7 0.97 713 6.85 0.91 2.3 11.1 670
L781530 1.23 2.60 0.05 0.1 0.009 0.28 1.3 1.7 0.15 126 0.50 0.13 0.1 25.4 40
L781531 2.99 5.50 0.07 0.2 0.032 0.73 5.8 3.3 1.74 1010 97.0 0.06 0.2 88.6 50
L781532 6.59 17.50 0.19 3.2 0.062 2.00 26.5 18.8 2.50 1510 21.7 3.01 6.9 95.9 1960
L781533 1.07 1.86 0.05 0.1 0.008 0.18 1.2 1.7 0.10 385 1.58 0.24 0.7 26.1 80


L781534 2.49 6.11 0.06 0.1 0.020 0.48 1.7 4.9 0.68 819 9.06 0.27 0.6 86.5 70
L781535 1.73 3.54 0.05 0.3 0.008 0.50 1.6 4.8 0.61 188 1.81 0.05 2.0 17.3 60
L781536 1.16 2.65 <0.05 0.1 0.008 0.37 1.6 2.7 0.38 335 2.73 0.03 0.6 20.1 50
L781537 2.10 4.39 0.08 0.2 0.016 0.65 8.1 7.7 0.84 509 1.72 0.02 1.7 38.6 40
L781538 4.28 13.85 0.07 <0.1 0.022 0.23 2.1 19.5 4.50 365 0.60 0.01 0.1 67.2 10


L781539 3.47 8.62 0.07 0.2 0.016 0.15 1.7 14.7 2.93 289 0.68 0.08 1.1 66.8 260
L781540 4.22 18.70 0.43 5.8 0.042 1.00 116.5 19.7 2.19 558 0.20 3.97 7.9 44.4 3410
L781541 4.21 19.70 0.12 2.8 0.028 1.04 19.3 11.7 2.67 714 0.67 2.35 5.4 26.0 340
L781542 0.64 17.95 0.09 1.8 0.019 0.05 6.5 1.0 0.04 330 8.01 6.16 0.5 2.9 300
L781543 1.12 13.55 0.10 2.5 0.014 0.18 11.5 2.7 0.27 373 0.18 4.92 1.1 13.5 260


L782551 0.78 4.30 0.11 0.8 0.005 0.23 6.0 1.8 0.14 129 0.81 1.66 1.6 5.3 1200
L782552 12.65 33.1 0.18 2.2 0.082 1.36 15.7 22.9 3.41 2250 3.86 0.06 4.6 274 360
L782553 3.98 16.50 0.12 1.9 0.035 1.48 18.1 5.5 0.64 995 4.19 2.51 3.8 73.6 430
L782554 0.97 13.25 0.08 2.3 0.008 0.51 12.5 3.0 0.17 187 0.67 5.17 3.9 9.2 490
L782555 1.13 15.05 0.10 2.8 0.012 0.60 13.5 3.1 0.23 175 0.35 5.44 3.2 3.2 480
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Sample Description


Method
Analyte
Units
LOR 


ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
Pb Rb Re S Sb Sc Se Sn Sr Ta Te Th Ti Tl U


ppm ppm ppm % ppm ppm ppm ppm ppm ppm ppm ppm % ppm ppm
0.5 0.1 0.002 0.01 0.05 0.1 1 0.2 0.2 0.05 0.05 0.01 0.005 0.02 0.1


L781509 22.6 15.8 <0.002 0.17 1.89 5.6 1 0.7 77.1 0.21 0.23 37.9 0.231 0.11 2.0
L781510 36.8 25.1 <0.002 0.54 1.86 9.3 1 0.5 228 0.14 0.60 7.97 0.146 0.14 0.7
L781511 8.6 69.3 0.002 1.21 3.24 13.5 2 1.3 755 0.43 0.15 19.00 0.470 0.36 2.7
L781512 36.0 27.5 <0.002 0.39 2.56 5.0 1 0.4 33.4 0.06 0.64 5.65 0.091 0.18 0.4
L781513 6.8 6.2 <0.002 0.07 0.70 2.1 <1 0.2 114.5 <0.05 0.12 0.70 0.023 0.05 0.2


L781514 16.5 81.9 <0.002 0.43 2.03 12.3 2 1.3 585 0.43 0.05 13.40 0.497 0.46 2.8
L781515 28.4 3.4 <0.002 0.12 0.78 2.8 1 0.2 10.4 <0.05 0.51 1.65 0.020 0.03 0.2
L781516 6.7 20.3 <0.002 0.41 1.58 13.2 1 1.0 131.0 0.39 0.08 12.85 0.462 0.12 2.5
L781517 16.8 9.0 <0.002 0.29 0.65 2.0 1 0.2 59.7 <0.05 0.20 1.36 0.039 0.06 0.4
L781518 5.1 107.0 <0.002 0.11 2.31 26.0 1 0.6 1015 0.28 0.21 4.28 0.367 0.56 1.0


L781519 19.5 92.3 0.002 0.87 2.21 12.7 1 0.7 283 0.13 2.61 2.44 0.282 0.89 0.7
L781520 3.2 3.4 <0.002 0.05 0.86 1.1 <1 <0.2 16.6 <0.05 <0.05 1.62 0.011 0.03 0.1
L781521 91.8 28.3 <0.002 0.11 1.84 3.9 1 <0.2 16.1 <0.05 0.70 0.37 0.035 0.17 0.2
L781522 6.8 16.8 <0.002 0.14 0.80 2.6 1 0.3 95.7 <0.05 <0.05 0.41 0.050 0.10 0.2
L781523 10.7 13.3 <0.002 0.04 1.40 4.3 1 0.2 21.0 <0.05 0.07 0.49 0.029 0.10 0.4


L781524 33.9 37.6 <0.002 0.88 2.52 9.4 1 1.3 568 0.38 0.18 20.7 0.333 0.23 3.7
L781525 8.6 24.7 <0.002 0.11 1.52 6.4 1 0.3 339 <0.05 0.05 2.18 0.040 0.17 0.8
L781526 17.7 41.5 <0.002 0.44 2.51 9.3 1 1.5 366 0.37 0.14 19.75 0.326 0.22 3.7
L781527 1400 2.1 <0.002 0.10 0.13 0.8 7 <0.2 12.9 <0.05 4.62 0.08 0.005 0.03 <0.1
L781528 8.9 58.1 <0.002 0.48 1.09 10.8 1 1.1 317 0.31 0.17 10.70 0.483 0.34 2.3


L781529 20.4 96.7 0.003 0.89 2.26 13.3 1 0.7 288 0.13 2.90 2.49 0.284 0.92 0.7
L781530 22.8 9.1 <0.002 0.10 0.23 3.1 <1 <0.2 13.6 <0.05 0.22 0.11 0.018 0.06 0.1
L781531 18.4 28.1 0.018 1.11 0.36 8.8 1 0.2 413 <0.05 0.74 0.11 0.046 0.18 0.1
L781532 14.1 96.0 <0.002 0.11 0.94 27.3 1 0.9 421 0.32 0.11 3.38 0.570 0.56 1.1
L781533 5.3 5.7 <0.002 0.04 0.18 2.2 <1 <0.2 24.5 <0.05 0.09 5.24 0.009 0.04 0.1


L781534 24.2 18.1 0.002 0.22 0.36 7.0 1 0.2 49.9 <0.05 0.34 2.21 0.032 0.11 0.8
L781535 42.0 9.3 <0.002 0.07 0.37 4.5 1 0.3 9.3 <0.05 0.31 1.31 0.082 0.07 0.1
L781536 61.9 6.9 <0.002 0.06 0.33 2.2 1 <0.2 7.1 <0.05 0.27 0.33 0.027 0.06 0.3
L781537 22.4 11.3 <0.002 0.17 0.41 5.0 1 0.2 54.1 <0.05 0.39 72.8 0.064 0.08 1.8
L781538 1.1 6.9 <0.002 0.02 0.47 7.0 <1 <0.2 9.2 <0.05 <0.05 0.40 0.010 0.04 <0.1


L781539 30.2 3.9 <0.002 0.09 0.29 6.5 1 0.2 11.3 <0.05 0.13 0.36 0.062 0.03 0.3
L781540 7.7 27.0 <0.002 0.17 0.65 12.4 1 1.1 360 0.40 0.08 12.45 0.521 0.17 2.3
L781541 7.6 18.8 <0.002 0.07 0.30 13.4 1 0.9 498 0.34 <0.05 4.55 0.248 0.16 1.0
L781542 3.7 1.1 <0.002 0.11 0.09 2.6 <1 0.2 219 <0.05 0.07 1.27 0.030 <0.02 0.4
L781543 3.9 6.8 <0.002 0.10 0.15 2.6 <1 0.4 322 0.08 <0.05 2.15 0.110 0.03 0.7


L782551 2.7 3.4 <0.002 0.10 1.88 1.0 1 0.2 84.6 <0.05 <0.05 10.50 0.034 0.03 0.2
L782552 5.7 52.5 0.002 2.00 4.24 54.9 2 1.9 68.7 0.25 0.16 1.40 0.663 0.29 0.9
L782553 6.9 33.7 0.002 1.22 2.20 12.1 1 0.6 126.5 0.06 0.25 15.70 0.152 0.21 0.8
L782554 6.3 9.9 <0.002 0.21 1.58 2.0 1 0.4 188.0 0.09 0.05 12.80 0.107 0.07 0.7
L782555 6.2 10.0 <0.002 0.24 1.49 2.0 1 0.4 262 0.10 0.05 6.21 0.124 0.08 0.9
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Sample Description


Method
Analyte
Units
LOR 


ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
V W Y Zn Zr


ppm ppm ppm ppm ppm
1 0.1 0.1 2 0.5


L781509 42 16.9 16.6 34 137.0
L781510 55 13.3 8.7 58 60.6
L781511 118 19.2 29.5 89 255
L781512 66 6.0 5.4 47 25.6
L781513 25 1.8 2.2 34 10.0


L781514 103 11.5 23.8 103 251
L781515 41 1.8 1.8 35 9.3
L781516 130 16.9 22.2 143 243
L781517 24 1.7 3.4 26 23.8
L781518 196 6.6 19.0 106 106.0


L781519 104 3.2 9.9 91 69.7
L781520 10 0.4 1.3 9 3.8
L781521 56 1.0 3.1 40 6.0
L781522 43 1.5 1.8 24 7.0
L781523 40 1.1 3.1 36 12.2


L781524 57 14.6 12.0 49 181.0
L781525 59 0.8 3.9 50 34.2
L781526 65 15.6 10.6 42 166.5
L781527 21 0.3 0.2 33 1.2
L781528 121 12.7 19.2 88 219


L781529 106 3.3 10.3 93 72.1
L781530 23 0.5 0.7 19 2.4
L781531 49 1.3 4.5 37 8.0
L781532 219 4.0 20.6 77 134.0
L781533 11 0.5 3.1 16 3.2


L781534 54 0.8 2.6 47 4.9
L781535 29 5.8 1.6 27 9.4
L781536 22 1.9 0.9 15 5.0
L781537 42 3.4 8.3 31 7.1
L781538 69 0.3 0.8 110 0.8


L781539 58 3.9 2.3 75 9.1
L781540 107 7.7 18.5 78 230
L781541 88 0.3 12.4 58 109.5
L781542 7 1.5 4.6 4 69.9
L781543 26 2.7 3.7 10 94.8


L782551 4 2.6 7.2 6 27.9
L782552 336 5.5 22.1 191 78.2
L782553 85 7.3 12.6 51 73.4
L782554 11 7.7 9.1 6 89.2
L782555 11 6.9 5.8 9 104.0
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Sample Description


Method
Analyte
Units
LOR 


WEI-21 Au-ICP21 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
Recvd Wt. Au Ag Al As Ba Be Bi Ca Cd Ce Co Cr Cs Cu


kg ppm ppm % ppm ppm ppm ppm % ppm ppm ppm ppm ppm ppm
0.02 0.001 0.01 0.01 0.2 10 0.05 0.01 0.01 0.02 0.01 0.1 1 0.05 0.2


L782556 1.04 0.019 0.06 7.34 9.6 920 2.55 0.11 1.99 0.04 125.5 49.2 578 1.81 153.0
L782557 0.59 0.005 0.39 4.17 14.9 250 0.75 2.98 1.79 0.02 11.80 18.5 31 0.14 52.3
L782558 0.85 0.015 1.11 3.65 20.1 230 0.66 6.26 0.71 0.02 8.49 33.9 29 0.18 58.8
L782559 0.88 0.018 0.03 7.05 16.8 1490 1.39 0.09 2.84 0.05 147.0 45.8 846 0.97 24.1
L782560 0.07 2.52 5.02 5.58 20.2 360 0.96 0.09 4.22 0.38 24.2 11.9 27 6.45 74.1


L782561 0.99 0.026 0.10 5.13 6.0 100 1.12 0.26 2.99 0.16 65.6 88.1 1510 0.94 177.5
L782562 1.90 0.108 0.15 5.55 5.9 240 1.31 0.37 4.10 0.07 111.0 61.2 869 0.91 67.7
L782563 1.38 0.045 0.06 7.16 38.5 1470 2.95 0.07 4.68 0.07 194.5 23.2 70 1.02 26.8
L782564 1.96 0.009 3.12 0.70 18.9 30 0.39 9.22 0.15 0.21 3.60 17.2 127 0.38 36.1
L782565 1.13 0.014 0.10 2.33 19.6 210 0.47 0.13 2.38 0.18 102.5 12.0 44 0.32 21.5


L782566 1.64 0.015 0.11 4.76 15.5 190 0.85 0.15 3.53 0.07 91.4 54.4 835 0.55 5.4
L782567 2.16 0.027 1.68 5.15 44.4 290 1.85 5.34 1.11 0.24 32.0 36.3 228 1.47 63.1
L782568 1.76 0.118 0.11 6.33 36.0 790 2.01 0.06 4.98 0.03 162.5 23.7 69 0.72 43.6
L782569 1.38 0.089 0.06 7.31 48.8 1660 2.52 0.04 5.54 0.02 196.0 25.6 71 0.92 9.5
L782570 0.29 <0.001 0.05 8.34 4.7 480 1.09 0.07 4.88 0.04 40.2 31.9 93 0.60 43.0


L782571 1.58 0.202 0.06 5.50 31.5 880 1.81 0.08 6.56 0.04 137.0 18.6 59 0.62 26.0
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Method
Analyte
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LOR 


ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
Fe Ga Ge Hf In K La Li Mg Mn Mo Na Nb Ni P
% ppm ppm ppm ppm % ppm ppm % ppm ppm % ppm ppm ppm


0.01 0.05 0.05 0.1 0.005 0.01 0.5 0.2 0.01 5 0.05 0.01 0.1 0.2 10


L782556 8.04 23.4 0.30 3.7 0.072 2.15 61.2 51.5 4.78 792 0.33 0.94 4.8 253 2150
L782557 1.82 9.45 0.08 1.4 0.014 0.27 5.7 8.1 0.64 265 8.69 2.64 1.1 77.9 390
L782558 2.44 9.22 0.07 1.2 0.012 0.24 3.8 10.1 0.80 140 712 2.16 1.7 79.2 240
L782559 5.84 20.2 0.30 3.7 0.035 1.30 69.3 38.4 4.23 1000 2.59 1.84 4.6 410 1800
L782560 3.28 11.40 0.13 1.8 0.045 2.47 11.8 44.0 0.99 736 7.03 0.93 2.5 11.2 670


L782561 9.32 16.60 0.20 2.0 0.081 0.14 30.5 35.9 8.17 1600 0.72 0.12 3.1 784 910
L782562 7.39 17.15 0.24 2.6 0.046 0.40 51.1 23.2 6.59 1100 2.14 1.59 3.2 452 1640
L782563 4.55 20.4 0.36 5.5 0.049 3.01 87.9 16.8 2.34 805 0.20 2.42 11.9 73.9 3500
L782564 1.63 4.48 0.06 0.2 0.008 0.24 1.5 7.5 0.60 263 380 0.01 0.9 76.4 50
L782565 2.53 4.96 0.19 2.4 0.015 0.29 47.3 14.9 1.70 393 1.41 0.73 3.1 41.5 1780


L782566 6.29 13.40 0.21 2.6 0.054 0.29 40.9 36.6 6.21 901 1.53 0.60 2.9 466 1170
L782567 4.64 12.10 0.12 2.1 0.029 0.88 15.1 25.7 2.52 750 223 2.47 2.9 200 540
L782568 4.50 18.05 0.30 4.8 0.047 1.69 72.9 22.9 2.35 635 0.87 1.77 8.2 71.6 2790
L782569 4.92 21.4 0.38 5.7 0.049 2.27 87.8 31.6 2.56 603 0.33 1.80 8.9 78.5 3420
L782570 4.37 20.2 0.13 2.6 0.029 1.14 18.7 10.8 2.81 749 1.82 2.33 5.5 29.1 510


L782571 3.53 14.50 0.28 4.1 0.041 1.46 61.3 12.8 1.61 620 0.14 1.94 8.1 61.3 2370
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ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
Pb Rb Re S Sb Sc Se Sn Sr Ta Te Th Ti Tl U


ppm ppm ppm % ppm ppm ppm ppm ppm ppm ppm ppm % ppm ppm
0.5 0.1 0.002 0.01 0.05 0.1 1 0.2 0.2 0.05 0.05 0.01 0.005 0.02 0.1


L782556 4.4 66.8 <0.002 0.19 2.60 25.8 1 1.1 262 0.26 0.09 5.63 0.443 0.40 1.2
L782557 10.3 5.9 0.003 0.28 1.03 2.4 1 0.2 182.0 0.05 0.22 1.33 0.085 0.03 0.4
L782558 48.5 5.0 0.312 0.64 1.19 1.7 1 0.3 111.5 0.05 0.57 1.21 0.063 0.08 0.3
L782559 3.8 28.9 <0.002 0.11 2.57 12.5 1 0.8 301 0.25 <0.05 6.71 0.356 0.16 1.4
L782560 19.7 101.0 0.003 0.91 2.24 13.7 1 0.8 294 0.14 2.75 2.64 0.293 0.90 0.7


L782561 5.7 6.0 <0.002 0.09 1.33 26.1 1 1.5 174.0 0.16 0.13 2.99 0.361 0.05 0.7
L782562 6.1 13.4 <0.002 0.15 1.58 21.2 1 0.6 308 0.17 0.16 4.83 0.308 0.10 1.0
L782563 10.0 66.6 <0.002 1.12 3.05 14.4 2 1.4 841 0.38 0.08 15.80 0.449 0.36 2.3
L782564 325 11.2 0.204 0.14 1.77 1.8 1 0.2 15.2 <0.05 0.87 0.22 0.068 0.09 0.1
L782565 9.7 8.8 <0.002 0.12 1.97 4.7 1 0.6 173.5 0.15 <0.05 4.69 0.227 0.05 1.1


L782566 4.8 9.6 0.002 0.12 1.92 11.9 1 0.7 260 0.16 0.13 4.13 0.248 0.06 0.9
L782567 118.5 36.1 0.284 0.48 4.77 11.7 1 0.8 300 0.14 0.40 2.11 0.250 0.30 0.6
L782568 5.3 44.4 <0.002 1.01 1.69 13.0 1 1.1 292 0.30 0.08 11.85 0.323 0.23 2.0
L782569 5.0 66.6 <0.002 1.05 2.08 15.1 2 1.3 257 0.37 0.10 11.70 0.413 0.32 2.2
L782570 6.7 18.5 0.002 0.08 0.27 13.3 1 0.9 511 0.33 <0.05 4.01 0.250 0.17 0.9


L782571 9.1 41.8 <0.002 0.92 1.40 12.3 1 1.0 459 0.26 0.11 14.05 0.307 0.21 1.7
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Sample Description


Method
Analyte
Units
LOR 


ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
V W Y Zn Zr


ppm ppm ppm ppm ppm
1 0.1 0.1 2 0.5


L782556 168 5.1 17.0 151 150.5
L782557 15 2.4 3.6 17 55.0
L782558 13 1.1 2.7 18 47.6
L782559 112 3.9 14.7 125 152.5
L782560 108 3.3 11.1 95 72.0


L782561 167 1.9 13.7 397 81.6
L782562 150 1.0 13.3 126 110.5
L782563 104 12.3 22.6 82 226
L782564 28 0.9 1.3 101 9.6
L782565 27 6.1 8.4 65 100.5


L782566 85 1.2 10.3 182 102.5
L782567 87 1.2 8.0 120 82.6
L782568 81 11.5 23.2 80 199.5
L782569 102 11.9 24.4 91 224
L782570 88 0.4 12.7 56 105.0


L782571 75 11.8 19.1 79 170.0
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CERTIFICATE COMMENTS


ANALYTICAL COMMENTS
REE's may not be totally soluble in this method.
ME-MS61Applies to Method:


LABORATORY ADDRESSES
Processed at ALS Thunder Bay located at 645 Norah Crescent, Thunder Bay, ON, Canada
CRU-31Applies to Method: CRU-QC LOG-22 LOG-23
PUL-31 PUL-QC SPL-21 WEI-21


Processed at ALS Vancouver located at 2103 Dollarton Hwy, North Vancouver, BC, Canada.
Au-ICP21Applies to Method: ME-MS61
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We are committed to providing accessible customer service.
If you need accessible formats or communications supports, please contact us.


Nous tenons à améliorer l’accessibilité des services à la clientèle.
Si vous avez besoin de formats accessibles ou d’aide à la communication, veuillez  
nous contacter.


1 



http://www.ontario.ca/government/accessible-customer-service-policy

mailto:pro.ndm@ontario.ca?subject=Accessibility%20Request

http://www.ontario.ca/fr/page/politique-daccessibilite-pour-les-services-la-clientele

mailto:pro.ndm@ontario.ca?subject=Probleme%20Accessibilite







