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MAXXAM JOB #: B5D7043
Received: 2015/07/14, 14:33


CERTIFICATE OF ANALYSIS


Report Date: 2015/07/30
Report #: R3612288


Version: 1 - Final


Attention:Susan Schmitz


Accurassay Laboratories
1046 Gorham Street
Thunder Bay, ON
Canada          P7B 5X5


Sample Matrix: SOLID
# Samples Received: 10


ReferenceLaboratory Method
Date
Analyzed


Date
ExtractedQuantityAnalyses


Neutron ActivationBQL SOP-000012015/07/29N/A10Trace Metals by Neutron Activation


Becquerel is an ISO 17025 accredited laboratory for certain tests listed within the scope of accreditation. This test report shall not be reproduced, except in
full, without written approval of Becquerel Laboratories Inc.


Remarks:


Reference Method suffix “m” indicates test methods incorporate validated modifications from specific reference methods to improve performance.


Encryption Key


Please direct all questions regarding this Certificate of Analysis to your Project Manager.
Simona Vatamanescu, 
Email: SVatamanescu@maxxam.ca
Phone# (905)826-3080
==================================================================== 
Maxxam has procedures in place to guard against improper use of the electronic signature and have the required "signatories", as per section 5.10.2 of ISO/IEC 17025:2005(E), 
signing the reports.  For Service Group specific validation please refer to the Validation Signature Page. 
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Maxxam Job #: B5D7043
Report Date: 2015/07/30


Accurassay Laboratories


RESULTS OF ANALYSES OF  SOLID


QC Batch = Quality Control Batch


RDL = Reportable Detection Limit


41191680.50.80.61.1ppmYtterbium (Yb)


411916812216ppmUranium (U)


41191680.55.34.16.9ppmThorium (Th)


41191680.5<0.5<0.51.0ppmTerbium (Tb)


411916807.067.758.54ppmScandium (Sc)


411916803.913.283.25ppmSamarium (Sm)


41191680.521.220.116.9ppmNeodymium (Nd)


411916800.1030.1070.132ppmLutetium (Lu)


4119168031.027.115.3ppmLanthanum (La)


41191680.50.80.6<0.5ppmEuropium (Eu)


41191680.557.148.428.5ppmCerium (Ce)


QC BatchRDL284360284334284313Units


Sampling Date


APS909APS908APS907Maxxam ID


QC Batch = Quality Control Batch


RDL = Reportable Detection Limit


41191680.50.60.60.50.50.60.70.8ppmYtterbium (Yb)


41191681<1<1<1<11<12ppmUranium (U)


41191680.51.91.62.12.32.22.25.3ppmThorium (Th)


41191680.5<0.5<0.5<0.5<0.5<0.5<0.5<0.5ppmTerbium (Tb)


411916809.446.746.928.338.3110.911.2ppmScandium (Sc)


411916802.552.312.752.572.672.404.44ppmSamarium (Sm)


41191680.514.913.316.416.816.313.725.4ppmNeodymium (Nd)


411916800.09490.06280.07140.07660.07240.09150.127ppmLutetium (Lu)


4119168016.116.017.817.418.414.633.9ppmLanthanum (La)


41191680.50.60.80.91.31.10.81.2ppmEuropium (Eu)


41191680.531.130.834.133.736.928.563.2ppmCerium (Ce)


QC BatchRDL284306284211284205284194284186284154284039Units


Sampling Date


APS906APS905APS904APS903APS902APS901APS900Maxxam ID
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Maxxam Job #: B5D7043
Report Date: 2015/07/30


Accurassay Laboratories


GENERAL COMMENTS


Results relate only to the items tested.
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Maxxam Job #: B5D7043
Report Date: 2015/07/30


Accurassay Laboratories


VALIDATION SIGNATURE PAGE


The analytical data and all QC contained in this report were reviewed and validated by the following individual(s).


Steven Simpson, Becquerel


Maxxam has procedures in place to guard against improper use of the electronic signature and have the required "signatories", as per section 5.10.2 of ISO/IEC
17025:2005(E), signing the reports.  For Service Group specific validation please refer to the Validation Signature Page.
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				2015-07-30T12:57:43-0400

		Simona Vatamanescu












We are committed to providing accessible customer service.
If you need accessible formats or communications supports, please contact us.


Nous tenons à améliorer l’accessibilité des services à la clientèle.
Si vous avez besoin de formats accessibles ou d’aide à la communication, veuillez  
nous contacter.


1 



http://www.ontario.ca/government/accessible-customer-service-policy

mailto:pro.ndm@ontario.ca?subject=Accessibility%20Request

http://www.ontario.ca/fr/page/politique-daccessibilite-pour-les-services-la-clientele

mailto:pro.ndm@ontario.ca?subject=Probleme%20Accessibilite










MAXXAM JOB #: B5F7775
Received: 2015/08/10, 13:18


CERTIFICATE OF ANALYSIS


Report Date: 2015/08/24
Report #: R3637729


Version: 1 - Final


Attention:Susan Schmitz


Accurassay Laboratories
1046 Gorham Street
Thunder Bay, ON
Canada          P7B 5X5


Sample Matrix: SOLID
# Samples Received: 10


ReferenceLaboratory Method
Date
Analyzed


Date
ExtractedQuantityAnalyses


Neutron ActivationBQL SOP-000012015/08/21N/A10Trace Metals by Neutron Activation


Becquerel is an ISO 17025 accredited laboratory for certain tests listed within the scope of accreditation. This test report shall not be reproduced, except in
full, without written approval of Becquerel Laboratories Inc.


Remarks:


Reference Method suffix “m” indicates test methods incorporate validated modifications from specific reference methods to improve performance.


Encryption Key


Please direct all questions regarding this Certificate of Analysis to your Project Manager.
Simona Vatamanescu, 
Email: SVatamanescu@maxxam.ca
Phone# (905)826-3080
==================================================================== 
Maxxam has procedures in place to guard against improper use of the electronic signature and have the required "signatories", as per section 5.10.2 of ISO/IEC 17025:2005(E), 
signing the reports.  For Service Group specific validation please refer to the Validation Signature Page. 
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Maxxam Job #: B5F7775
Report Date: 2015/08/24


Accurassay Laboratories


RESULTS OF ANALYSES OF  SOLID


(1) W Detection Limit is elevated due to high Ag.


QC Batch = Quality Control Batch


RDL = Reportable Detection Limit


4158953500<500500<500500<500<500<500<500ppmZirconium (Zr)


415895320026400200217002001200013000190006600ppmZinc (Zn)


41589535<55<55<5<5<5<5ppmYtterbium (Yb)


41589530.5<0.50.50.60.50.80.8<0.51.6ppmUranium (U)


4158953276.3    <6.3 (1)243<23ppmTungsten (W)


4158953200<200200<200200<200<200<200<200ppmTin (Sn)


41589530.51.90.52.00.52.32.42.05.7ppmThorium (Th)


41589531<11<11<1<1<1<1ppmTerbium (Tb)


415895320<2020<2020<20<20<20<20ppmTellurium (Te)


41589531<11<11<1<1<1<1ppmTantalum (Ta)


41589535001500500240050044004100130006000ppmSodium (Na)


415895351205700552452239ppmSilver (Ag)


415895310<1010<1010<10<10<10<10ppmSelenium (Se)


41589530.55.90.56.40.57.38.210.011.0ppmScandium (Sc)


41589530.22.30.22.80.22.62.82.44.9ppmSamarium (Sm)


41589531069101101016018087160ppmRubidium (Rb)


4158953204920332041276546ppmNickel (Ni)


4158953252824565ppmMolybdenum (Mo)


41589530.5<0.50.5<0.50.5<0.5<0.5<0.5<0.5ppmLutetium (Lu)


4158953515518517181434ppmLanthanum (La)


4158953500088000500057000500034000310003500039000ppmIron (Fe)


41589530.1<0.10.1<0.10.1<0.1<0.1<0.1<0.1ppmIridium (Ir)


4158953222<222334ppmHafnium (Hf)


41589530.0050.0500.0050.1500.0050.0200.0182.420.270ppmGold (Au)


41589532<22<22<2<2<2<2ppmEuropium (Eu)


41589531019101510<10<101620ppmCobalt (Co)


4158953501005079501209473100ppmChromium (Cr)


4158953121415546ppmCesium (Cs)


4158953102710311030372666ppmCerium (Ce)


4158953102710731025366716ppmCadmium (Cd)


41589531008701001100100130010008001000ppmBarium (Ba)


415895311141<1<12<1ppmArsenic (As)


41589530.20.50.24.20.20.60.314.05.6ppmAntimony (Sb)


4158953131112114ppmBromine


QC BatchRDL284211RDL284205RDL284194284186284154284039UNITS


Sampling Date


ATT310ATT309ATT308ATT307ATT306ATT305Maxxam ID
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Maxxam Job #: B5F7775
Report Date: 2015/08/24


Accurassay Laboratories


RESULTS OF ANALYSES OF  SOLID


QC Batch = Quality Control Batch


RDL = Reportable Detection Limit


4158953500<500<500<500<500ppmZirconium (Zr)


4158953200<200130009200<200ppmZinc (Zn)


41589535<5<5<5<5ppmYtterbium (Yb)


41589530.51.41.314.0<0.5ppmUranium (U)


415895322<2<2<2ppmTungsten (W)


4158953200<200<200<200<200ppmTin (Sn)


41589530.55.44.37.41.8ppmThorium (Th)


41589531<1<1<1<1ppmTerbium (Tb)


415895320<20<20<20<20ppmTellurium (Te)


41589531<1<1<1<1ppmTantalum (Ta)


415895350015000130002200018000ppmSodium (Na)


41589535<5<5749ppmSilver (Ag)


415895310<10<10<10<10ppmSelenium (Se)


41589530.56.36.97.58.6ppmScandium (Sc)


41589530.23.93.22.62.6ppmSamarium (Sm)


415895310718114096ppmRubidium (Rb)


4158953206335<2021ppmNickel (Ni)


415895327665ppmMolybdenum (Mo)


41589530.5<0.5<0.5<0.5<0.5ppmLutetium (Lu)


4158953528231314ppmLanthanum (La)


4158953500022000360003400032000ppmIron (Fe)


41589530.1<0.1<0.1<0.1<0.1ppmIridium (Ir)


415895323322ppmHafnium (Hf)


41589530.0050.0340.1800.5271.34ppmGold (Au)


41589532<2<2<2<2ppmEuropium (Eu)


41589531011201016ppmCobalt (Co)


415895350110645861ppmChromium (Cr)


415895314764ppmCesium (Cs)


41589531053452527ppmCerium (Ce)


415895310<105845<10ppmCadmium (Cd)


4158953100560310720920ppmBarium (Ba)


415895312132ppmArsenic (As)


41589530.20.51.542.91.8ppmAntimony (Sb)


41589531<14<1<1ppmBromine


QC BatchRDL284360284334284313284306UNITS


Sampling Date


ATT314ATT313ATT312ATT311Maxxam ID


Page 3 of 5


Becquerel Laboratories. A Maxxam Company 6790 Kitimat Rd, Unit 4, Mississauga, ON L5N 5L9 Phone: (905) 826-3080 Fax: (905) 826-4151 Toll Free: 1 877-726-3080 www.becquerellabs.com







Maxxam Job #: B5F7775
Report Date: 2015/08/24


Accurassay Laboratories


GENERAL COMMENTS


Results relate only to the items tested.
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Maxxam Job #: B5F7775
Report Date: 2015/08/24


Accurassay Laboratories


VALIDATION SIGNATURE PAGE


The analytical data and all QC contained in this report were reviewed and validated by the following individual(s).


Robert Allen, Becquerel


Maxxam has procedures in place to guard against improper use of the electronic signature and have the required "signatories", as per section 5.10.2 of ISO/IEC
17025:2005(E), signing the reports.  For Service Group specific validation please refer to the Validation Signature Page.
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				2015-08-24T15:56:59-0400

		Simona Vatamanescu









