
Tuesday, October 13, 2015
Final Certificate

Canstar Resources Inc.
1000-55 Temperance Street
Toronto, ON, CAN
M5H3V5
Email: ajpleson@lakeheadu.ca, doosterman@canstarresources.com 

Date Received: 09/01/2015

Date Completed: 10/13/2015

Job #: 201544073

Reference:

Sample #: 168

   Acc # Client ID   Au
g/t (ppm)

  Au Grav
ppm

 

    363381    258001     0.029                
    363382    258002     0.012                
    363383    258003     <0.005                
    363384    258004     0.016                
    363385    258005     0.024                
    363386    258006     0.007                
    363387    258007     0.023                
    363388    258008     0.060                
    363389    258009     3.362                
    363390    258010     2.560                
    363391    258010 Dup     2.277                
    363392    258011     4.667                
    363393    258012     >10.000   283.347              
    363394    258013     0.477                
    363395    258014     0.280                
    363396    258015     0.524                
    363397    258016     0.199                
    363398    258017     0.017                
    363399    258018     0.008                
    363400    258019     0.037                
    363401    258020     1.071                
    363402    258020 Dup     1.213                
    363403    258021     0.042                
    363404    258022     0.031                
    363405    258023     0.044                
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Tuesday, October 13, 2015
Final Certificate

Canstar Resources Inc.
1000-55 Temperance Street
Toronto, ON, CAN
M5H3V5
Email: ajpleson@lakeheadu.ca, doosterman@canstarresources.com 

Date Received: 09/01/2015

Date Completed: 10/13/2015

Job #: 201544073

Reference:

Sample #: 168

   Acc # Client ID   Au
g/t 

(ppm)

  Au 
Grav
ppm

 

    363406    258024     0.006                
    363407    258025     <0.005                
    363408    258026     <0.005                
    363409    258027     0.005                
    363410    258028     <0.005                
    363411    258029     <0.005                
    363412    258030     0.904                
    363413    258030 Dup     0.828                
    363414    258031     0.039                
    363415    258032     0.079                
    363416    258033     <0.005                
    363417    258034     0.006                
    363418    258035     <0.005                
    363419    258036     <0.005                
    363420    258037     <0.005                
    363421    258038     <0.005                
    363422    258039     0.114                
    363423    258040     0.039                
    363424    258040 Dup     0.042                
    363425    258041     0.137                
    363426    258042     0.032                
    363427    258043     0.225                
    363428    258044     0.022                
    363429    258045     <0.005                
    363430    258046     <0.005                
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Tuesday, October 13, 2015
Final Certificate

Canstar Resources Inc.
1000-55 Temperance Street
Toronto, ON, CAN
M5H3V5
Email: ajpleson@lakeheadu.ca, doosterman@canstarresources.com 

Date Received: 09/01/2015

Date Completed: 10/13/2015

Job #: 201544073

Reference:

Sample #: 168

   Acc # Client ID   Au
g/t 

(ppm)

  Au 
Grav
ppm

 

    363431    258047     <0.005                
    363432    258048     <0.005                
    363433    258049     <0.005                
    363434    258050     <0.005                
    363435    258050 Dup     <0.005                
    363436    258051     0.013                
    363437    258052     0.076                
    363438    258053     <0.005                
    363439    258054     0.024                
    363440    258055     0.016                
    363441    258056     0.007                
    363442    258057     0.006                
    363443    258058     <0.005                
    363444    258059     0.015                
    363445    258060     0.170                
    363446    258060 Rep     0.178                
    363447    258061     0.180                
    363448    258062     0.211                
    363449    258063     0.007                
    363450    258064     1.270                
    363451    258065     0.358                
    363452    258066     0.217                
    363453    258067     2.020                
    363454    258068     0.470                
    363455    258069     0.190                
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Tuesday, October 13, 2015
Final Certificate

Canstar Resources Inc.
1000-55 Temperance Street
Toronto, ON, CAN
M5H3V5
Email: ajpleson@lakeheadu.ca, doosterman@canstarresources.com 

Date Received: 09/01/2015

Date Completed: 10/13/2015

Job #: 201544073

Reference:

Sample #: 168

   Acc # Client ID   Au
g/t 

(ppm)

  Au 
Grav
ppm

 

    363456    258070     0.171                
    363457    258070 Dup     0.150                
    363458    258071     0.761                
    363459    258072     0.198                
    363460    258073     0.174                
    363461    258074     0.590                
    363462    258075     0.060                
    363463    258076     0.010                
    363464    258077     0.016                
    363465    258078     0.148                
    363466    258079     0.115                
    363467    258080     0.036                
    363468    258080 Dup     0.030                
    363469    258081     0.031                
    363470    258082     0.048                
    363471    258083     <0.005                
    363472    258084     <0.005                
    363473    258085     <0.005                
    363474    258086     0.012                
    363475    258087     <0.005                
    363476    258088     <0.005                
    363477    258089     <0.005                
    363478    258090     <0.005                
    363479    258090 Dup     <0.005                
    363480    258091     0.651                
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Tuesday, October 13, 2015
Final Certificate

Canstar Resources Inc.
1000-55 Temperance Street
Toronto, ON, CAN
M5H3V5
Email: ajpleson@lakeheadu.ca, doosterman@canstarresources.com 

Date Received: 09/01/2015

Date Completed: 10/13/2015

Job #: 201544073

Reference:

Sample #: 168

   Acc # Client ID   Au
g/t (ppm)

  Au 
Grav
ppm

 

    363481    258092     <0.005                
    363482    258093     <0.005                
    363483    258094     <0.005                
    363484    258095     <0.005                
    363485    258096     <0.005                
    363486    258097     0.484                
    363487    258098     0.118                
    363488    258099     0.033                
    363489    258100     0.007                
    363490    258100 Dup     <0.005                
    363491    258101     0.046                
    363492    258102     <0.005                
    363493    258103     <0.005                
    363494    258104     <0.005                
    363495    258105     0.017                
    363496    258106     0.483                
    363497    258107     0.593                
    363498    258108     >10.000   15.717              
    363499    258109     >10.000   19.422              
    363500    258110     3.854                
    363501    258110 Dup     3.977                
    363502    258111     2.101                
    363503    258112     0.166                
    363504    258113     0.164                
    363505    258114     0.129                
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.

-0103-10/13/2015 9:46 AM
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Tuesday, October 13, 2015
Final Certificate

Canstar Resources Inc.
1000-55 Temperance Street
Toronto, ON, CAN
M5H3V5
Email: ajpleson@lakeheadu.ca, doosterman@canstarresources.com 

Date Received: 09/01/2015

Date Completed: 10/13/2015

Job #: 201544073

Reference:

Sample #: 168

   Acc # Client ID   Au
g/t 

(ppm)

  Au 
Grav
ppm

 

    363506    258115     <0.005                
    363507    258116     <0.005                
    363508    258117     0.026                
    363509    258118     <0.005                
    363510    258119     <0.005                
    363511    258120     <0.005                
    363512    258120 Rep     <0.005                
    363513    258121     0.019                
    363514    258122     <0.005                
    363515    258123     <0.005                
    363516    258124     <0.005                
    363517    258125     0.005                
    363518    258126     1.399                
    363519    258127     0.008                
    363520    258128     0.137                
    363521    258129     <0.005                
    363522    258130     1.572                
    363523    258151     0.005                
    363524    258152     <0.005                
    363525    258153     <0.005                
    363526    258154     <0.005                
    363527    258155     <0.005                
    363528    258156     <0.005                
    363529    258157     <0.005                
    363530    258158     <0.005                
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Tuesday, October 13, 2015
Final Certificate

Canstar Resources Inc.
1000-55 Temperance Street
Toronto, ON, CAN
M5H3V5
Email: ajpleson@lakeheadu.ca, doosterman@canstarresources.com 

Date Received: 09/01/2015

Date Completed: 10/13/2015

Job #: 201544073

Reference:

Sample #: 168

   Acc # Client ID   Au
g/t (ppm)

  Au 
Grav
ppm

 

    363531    258159     <0.005                
    363532    258160     <0.005                
    363533    258161     0.017                
    363534    258161 Dup     0.014                
    363535    258162     <0.005                
    363536    258163     <0.005                
    363537    258164     >10.000   9.801              
    363538    258165     0.169                
    363539    258166     0.261                
    363540    258167     0.517                
    363541    258251     0.014                
    363542    258252     0.008                
    363543    258253     0.025                
    363544    258254     1.927                
    363545    258254 Dup     2.132                
    363546    258255     0.316                
    363547    258256     1.674                
    363548    258257     7.968                
    363549    258258     >10.000   15.757              
    363550    258259     0.034                
    363551    258260     0.018                
    363552    258261     2.921                
    363553    258301     0.011                
    363554    258302     0.052                
    363555    258303     0.014                
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Final Certificate

Canstar Resources Inc.
1000-55 Temperance Street
Toronto, ON, CAN
M5H3V5
Email: ajpleson@lakeheadu.ca, doosterman@canstarresources.com 

Date Received: 09/01/2015

Date Completed: 10/13/2015

Job #: 201544073

Reference:

Sample #: 168

   Acc # Client ID   Au
g/t 

(ppm)

  Au 
Grav
ppm

 

    363556    258303 Dup     0.016                
    363557    258304     <0.005                
    363558    258305     <0.005                
    363559    258306     0.034                
    363560    258307     1.335                
    363561    258308     0.154                
    363562    258309     <0.005                
    363563    258310     0.027                
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Tuesday, October 13, 2015
Final Certificate

Canstar Resources Inc.
1000-55 Temperance Street
Toronto, ON, CAN
M5H3V5
Email: ajpleson@lakeheadu.ca, doosterman@canstarresources.com 

Date Received: 09/01/2015

Date Completed: 10/13/2015

Job #: 201544073

Reference:

Sample #: 168

Control Standards

QC Type QC Performance (ppm) Mean (ppm) Std Dev (ppm)

GS45 2.700 2.920 0.180

KL02 0.406 0.408 0.020

KL02 0.398 0.408 0.020

KL02 0.391 0.408 0.020

KL02 0.380 0.408 0.020

KL02 0.418 0.408 0.020

KL02 0.410 0.408 0.020

APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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