
Thursday, May 21, 2015
Final Certificate

Canstar Resources Inc.
1000-55 Temperance Street
Toronto, ON, CAN
M5H3V5
Email: ajpleson@lakeheadu.ca, doosterman@canstarresources.com 

Date Received: 05/04/2015

Date Completed: 05/20/2015

Job #: 201541663

Reference:

Sample #: 79

   Acc # Client ID   Au
g/t (ppm)

  Au Grav
ppm

 

    138436     1192471     <0.005      
    138437     1192472     0.006      
    138438     1192473     <0.005      
    138439     1192474     0.218      
    138440     1192475     <0.005      
    138441     1192476     <0.005      
    138442     1192477     0.005      
    138443     1192478     0.007      
    138444     1192479     <0.005      
    138445     1192480     <0.005      
    138446     1192480 Dup     <0.005      
    138447     1192481     <0.005      
    138448     1192482     <0.005      
    138449     1192483     >10.000   35.269    
    138450     1192460     0.025      
    138451     1192461     <0.005      
    138452     1192462     <0.005      
    138453     1192463     <0.005      
    138454     1192464     0.024      
    138455     1192465     0.006      
    138456     1192466     0.049      
    138457     1192466 Dup     0.012      
    138458     1192467     8.458      
    138459     1192468     0.039      
    138460     1192469     0.018      
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Date Received: 05/04/2015

Date Completed: 05/20/2015

Job #: 201541663

Reference:

Sample #: 79

   Acc # Client ID   Au
g/t (ppm)

  Au Grav
ppm

 

    138461     1192470     <0.005      
    138462     1192001     0.118      
    138463     1192002     0.051      
    138464     1192003     0.005      
    138465     1192004     <0.005      
    138466     1192005     <0.005      
    138467     1192006     0.010      
    138468     1192006 Dup     <0.005      
    138469     1192007     <0.005      
    138470     1192008     <0.005      
    138471     1192009     0.005      
    138472     1192010     0.005      
    138473     1192011     <0.005      
    138474     1192012     <0.005      
    138475     1192013     <0.005      
    138476     1192014     <0.005      
    138477     1192015     3.062      
    138478     1192016     0.147      
    138479     1192016 Dup     0.137      
    138480     1192017     0.008      
    138481     1192018     0.046      
    138482     1192019     <0.005      
    138483     1192020     <0.005      
    138484     1192021     0.042      
    138485     1192022     <0.005      
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Job #: 201541663

Reference:

Sample #: 79

   Acc # Client ID   Au
g/t (ppm)

  Au Grav
ppm

 

    138486     1192023     <0.005      
    138487     1192024     0.007      
    138488     1192025     <0.005      
    138489     1192026     0.008      
    138490     1192026 Dup     0.006      
    138491     1192027     <0.005      
    138492     1192028     <0.005      
    138493     1197101     <0.005      
    138494     1197102     >10.000   18.503    
    138495     1197103     >10.000   68.005    
    138496     1197104     >10.000   24.139    
    138497     1197105     8.708      
    138498     1197106     0.101      
    138499     1197107     0.011      
    138500     1197108     2.864      
    138501     1197108 Rep     3.681      
    138502     1197109     0.107      
    138503     1197110     0.032      
    138504     1197121     0.246      
    138505     1197122     0.011      
    138506     1197123     <0.005      
    138507     1197124     0.012      
    138508     1197125     0.012      
    138509     1197126     0.006      
    138510     1197127     <0.005      
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Date Received: 05/04/2015

Date Completed: 05/20/2015

Job #: 201541663

Reference:

Sample #: 79

   Acc # Client ID   Au
g/t (ppm)

  Au Grav
ppm

 

    138511     1197128     <0.005      
    138512     1192451     <0.005      
    138513     1192452     0.006      
    138514     1192453     <0.005      
    138515     1192454     0.416      
    138516     1192455     <0.005      
    138517     1192456     <0.005      
    138518     1192457     0.005      
    138519     1192458     <0.005      
    138520     1192459     9.975      
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Date Received: 05/04/2015

Date Completed: 05/20/2015

Job #: 201541663

Reference:

Sample #: 79

Control Standards

QC Type QC Performance (ppm) Mean (ppm) Std Dev (ppm)

AR02 1.660 1.575 0.088

AR02 1.491 1.575 0.088

KL01 0.383 0.394 0.011

APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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