
Thursday, May 21, 2015
Final Certificate

Canstar Resources Inc.
1000-55 Temperance Street
Toronto, ON, CAN
M5H3V5
Email: ajpleson@lakeheadu.ca, doosterman@canstarresources.com 

Date Received: 05/04/2015

Date Completed: 05/21/2015

Job #: 201541664

Reference:

Sample #: 10

   Acc # Client ID   Au
g/t (ppm)

  Au Grav
ppm

 

    138521     1197111     0.006      
    138522     1197112     0.010      
    138523     1197113     0.007      
    138524     1197114     0.024      
    138525     1197115     0.060      
    138526     1197116     <0.005      
    138527     1197117     0.011      
    138528     1197118     >10.000   44.813    
    138529     1197119     0.069      
    138530     1197120     0.009      
    138531     1197120 Dup     0.007      
APPLIED SCOPES: ALP2, ALFA2, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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