
We are committed to providing accessible customer service.
If you need accessible formats or communications supports, please contact us.

Nous tenons à améliorer l’accessibilité des services à la clientèle.
Si vous avez besoin de formats accessibles ou d’aide à la communication, veuillez  
nous contacter.
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mailto:pro.ndm@ontario.ca?subject=Accessibility%20Request
http://www.ontario.ca/fr/page/politique-daccessibilite-pour-les-services-la-clientele
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Assay Certificate

Established 1928

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 1 of 1

Certificate Number: 14-1017

company: Good Mining Exploration
Project: CanREE Report Date: 26-Sep-14

Attn: Frank Dusome

We hereby certify the following Assay of 18 chips samples 
submitted 12-Sep-14 by Frank Dusome

Au Au Chk
Sample FA-AAS FA-AAS
Number PPb PPb
32187 1 10
32188 129
32189 26
32190 13
32191 9
32192 24
32193 14
32194 10
32195 21
32196 17 17
Blank Value 8
OxH97 1279
32197 16
32198 14
32199 44
32200 18
32801 195
32802 323
32803 23
32804 100



Assay Certificate

Established 1928

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 1 of 3

Certificate Number: 14-829

company: Good Mining Exploration
Project: CanREE Report Date: 22-Aug-14

Attn: Frank Dusome

We hereby certify the following Assay of 52 core samples 
submitted 14-Aug-14 by Frank Dusome

Au Au Chk
Sample FA-MP FA-MP
Number ppb ppb

30337 8
30338 < 2
30339 < 2
30340 < 2
30341 < 2
30342 < 2
30343 < 2
30344 < 2
30345 < 2
30346 < 2 < 2
Blank Value < 2
OxH97 1273
30347 < 2
30348 < 2
30349 3
30350 1 3459
30351 < 2
30352 < 2
30353 < 2
30354 < 2
30355 < 2
30356 < 2 < 2
30357 < 2
30358 < 2
30359 < 2



Assay Certificate

Established 1928

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 2 of 3

Certificate Number: 14-829

company: Good Mining Exploration
Project: CatlREE Report Date: 22-Aug-14

Attn: Frank Dusome

We hereby certify the following Assay of 52 core samples 
submitted 14-Aug-14 by Frank Dusome

Au Au Chk
Sample FA-MP FA-MP
Number ppb ppb

30360 2 < 2
30361 < 2
30362 < 2
30363 < 2
30364 < 2
Blank Value < 2
OxH97 1282
30365 < 2
30366 < 2 < 2
30367 < 2
30368 < 2
30369 < 2
30370 < 2
30371 < 2
30372 < 2
30373 < 2
30374 < 2
30375 1 749
30376 < 2 < 2
30377 < 2
30378 < 2
30379 < 2
30380 < 2
30381 < 2
30382 < 2



Established 1928

Assay Certificate

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 3 of 3

Certificate Number: 14-829

company: Good Mining Exploration
Project: CanREE Report Date: 22-Aug-14

Attn: Frank Dusome

We hereby certify the following Assay of 52 core samples 
submitted 14-Aug-14 by Frank Dusome

Au Au Chk
Sample FA-MP FA-MP
Number ppb ppb

30383 < 2
30384 < 2
Blank Value < 2
OxH 9 7 1265
30385 < 2
30386 < 2 < 2
30387 < 2
30388 < 2



Assay Certificate

Established 1928

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 1 of 3

Certificate Number: 14-830

company: Good Mining Exploration
Project: CanREE Report Date: 22-Aug-14

Attn: Frank Dusome

We hereby certify the following Assay of 51 core samples 
submitted 14-Aug-14 by Frank Dusome

Au Au Chk
Sample FA-MP FA-MP
Number ppb ppb

30389 < 2
30390 < 2
30391 < 2
30392 < 2
30393 < 2
30394 < 2
30395 < 2
30396 < 2
30397 < 2
30398 < 2 < 2
Blank Value < 2
OxH97 1265
30399 < 2
30400 3448
30401 < 2
30402 < 2
30403 < 2
30404 < 2
30405 < 2
304 06 < 2
30407 < 2
30408 < 2 < 2
30409 < 2
30410 < 2
30411 < 2



Assay Certificate

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 2 of 3

Certificate Number: 14-830

company: Good Mining Exploration
Project: Can RFC Report Date: 22-Aug-14

Attn: Frank Dusome

We hereby certify the following Assay of 51 core samples 
submitted 14-Aug-14 by Frank Dusome

Au Au Chk
Sample FA-MP FA-MP
Number ppb ppb

30412 < 2
30413 < 2
30414 < 2
30415 < 2
30416 < 2
Blank Value < 2
OxH97 1275
30417 < 2
30418 < 2 < 2
30419 < 2
30420 < 2
30421 < 2
30422 < 2
30423 < 2
30424 < 2
30425 748
30426 < 2
30427 < 2
30428 < 2 < 2
30429 < 2
30430 < 2
30431 < 2
30432 < 2
30433 < 2
30434 < 2

i



Established 1928

Assay Certificate

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 3 of 3

Certificate Number: 14-830

company: Good Mining Exploration
Project: C utlR E E  Report Date: 22-Aug-14

Attn: Frank Dusome

We hereby certify the following Assay of 51 core samples 
submitted 14-Aug-14 by Frank Dusome

Au Au Chk
Sample FA-MP FA-MP
Number ppb ppb

30435 < 2
30436 < 2
Blank Value < 2
OxH97 1282
30437 < 2
30438 < 2 < 2
30439 < 2



Assay Certificate

Established 1928

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 1 o f 2

Certificate Number: 14-831

Company: Good Mining Exploration
Project: CanREE Report Date: 26-Aug-14

Attn: Frank Dusome

We hereby certify the following Assay of 36 core samples 
submitted 14-Aug-14 by Frank Dusome

Sample
Au

FA-MP
Number ppb
-------------------------------------- —

30485 4
30486 2
30487 5
30488 < 2
30489 < 2

— —

30490 < 2
30491 < 2
304 92 < 2
30493 < 2
30494 < 2

— —

Blank Value < 2
OxH97 1293
30495 < 2
30496 < 2
30497 2
30498 < 2
30499 1 < 2
30500 3514
32001 < 2
32002 < 2

— —

32003 7
32004 10
32005 12
32006 4
32007 < 2

Au Chk 
FA-MP 
ppb

< 2

10



Established 1928

Assay Certificate

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 2 of 2

Certificate Number: 14-831

Company: Good Mining Exploration
Project: CanRJEE Report Date: 26-Aug-14

Attn: Frank Dusome

We hereby certify the following Assay of 36 core samples 
submitted 14-Aug-14 by Frank Dusome

Au Au Chk
Sample FA-MP FA-MP
Number ppb ppb

32008 < 2
32009 < 2
32010 < 2
32011 2
32012 < 2
Blank Value < 2
OxH97 1284
32013 < 2
32014 < 2 2
32015 < 2
32016 < 2
32017 < 2
32018 < 2
32019 < 2
32020 < 2



Assay Certificate

Established 1928

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 1 o f 2

Certificate Number: 14-832

Company: Good Mining Exploration
Project: C an R L E  Report Date: 02-Sep-14

Attn: Frank Dusome

We hereby certify the following Assay of 41 core samples 
submitted 14-Aug-14 by Frank Dusome

Au Au Chk
Sample FA-MP FA-MP
Number ppb ppb

30203 < 2
30204 4
30205 < 2
30206 < 2
30207 < 2
30208 < 2
30209 < 2
30210 2
30211 5
30212 < 2 2
Blank Value < 2
OxH97 1282
30213 < 2
30214 < 2
30215 5
30216 < 2
30217 1 < 2
30218 < 2
30219 1 < 2
30220 < 2
30221 < 2
30222 < 2 < 2
30223 < 2
30224 < 2
30225 1 < 2



Assay Certificate

Established 1928

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 2 of 2

Certificate Number: 14-832

company: Good Mining Exploration
Project: CatlREE Report Date: 02-Sep-14

Attn: Frank Dusome

We hereby certify the following Assay of 41 core samples 
submitted 14-Aug-14 by Frank Dusome

Au Au Chk
Sample FA-MP FA-MP
Number ppb ppb

30226 < 2
30227 2
30228 3
30229 < 2
30230 < 2
Blank Value < 2
OxH97 1254
30231 1 < 2
30232 < 2 < 2
30233 < 2
30234 < 2
30235 < 2
30236 < 2
30237 < 2
30238 3
30239 < 2
30240 < 2
30241 < 2
30242 < 2 < 2
30243 2



Established 1928

Swastika Laboratories Ltd
Assaying - Consulting - Representation

Assay Certificate
Page 1 o f 2

Certificate Number: 14-857

company: Good Mining Exploration
Project: CanRJEE
Attn: Frank Dusome

Report Date: 02-Sep-14

We hereby certify the following Assay of 34 core samples 
submitted 18-Aug-14 by Frank Dusome

Sample
Number

Au
FA-MP
ppb

Au Chk 
FA-MP 
ppb

32021 < 2
32022 < 2
32023 < 2
32024 1 < 2
32025 746
32026 < 2
32027 < 2
32028 < 2
32029 < 2
32030 < 2 < 2
Blank Value < 2
OxH97 1267
32031 6
32032 < 2
32033 5
32034 < 2
32035 < 2
32036 < 2
32037 < 2
32038 < 2
32039 < 2
32040 < 2 < 2
32041 < 2
32042 < 2
32043 < 2



Established 1928

Assay Certificate

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 2 of 2

Certificate Number: 14-857

Company: Good Mining Exploration
Project: CanREE Report Date: 02-Sep-14

Attn: Frank Dusome

We hereby certify the following Assay of 34 core samples 
submitted 18-Aug-14 by Frank Dusome

Au Au Chk
Sample FA-MP FA-MP
Number ppb ppb

32044 < 2
32045 < 2
32046 2
32047 < 2
32048 < 2
Blank Value < 2
OxH97 1272
32049 < 2
32050 3430
32051 1 < 2 < 2
32052 < 2
32053 < 2
32054 < 2



Established 1928

Assay Certificate

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 1 of 1

Certificate Number: 14-858

Company: Good Mining Exploration
Project: CanREE Report Date: 26-Aug-14

Attn: Frank Dusome

We hereby certify the following Assay of 12 rock/grab samples 
submitted 18-Aug-14 by Frank Dusome

Au Au Chk
Sample FA-MP FA-MP
Number ppb ppb

30243 8
30244 < 2
30245 6
30246 < 2
30247 < 2
30248 2
30249 < 2
30250 < 2
32151 1 < 2
32152 < 2 < 2
Blank Value < 2
OxH97 1301
32153 < 2
32154 < 2



Established 1928

Assay Certificate

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 1 of 1

Certificate Number: 14-873

company: Good Mining Exploration
Project: CanREE Report Date: 02-Sep-14

Attn: Frank Dusome

We hereby certify the following Assay of 11 chips samples 
submitted 20-Aug-14 by Frank Dusome

Au Au Chk
Sample FA-MP FA-MP
Number ppb ppb

32155 1 27
32156 1 11
32157 1 10
32158 1 6
32159 1 9
32160 3
32161 1 6
32162 1 < 2
32163 379
32164 1 20 16
Blank Value < 2
OxH97 1277
32165 7



Assay Certificate

Established 1928

Swastika Laboratories Ltd
Assaying - Consulting - Representation Page 1 of 1

Certificate Number: 14-940

Company. Good Mining Exploration
Project: CanREE Report Date: 15-Sep-14

Attn: Frank Dusome

We hereby certify the following Assay of 21 rock/grab samples 
submitted 29-Aug-14 by Frank Dusome

Au Au Chk
Sample FA-MP FA-MP
Number ppb ppb

32166 3
32167 < 2
32168 < 2
32169 < 2
32170 1 < 2
32171 < 2
32172 1 < 2
32173 1 157
32174 < 2
32175 < 2 < 2
Blank Value < 2
OxH97 1273
32176 1 5
32177 1 < 2
32178 < 2
32179 < 2
32180 < 2
32181 < 2
32182 1 < 2
32183 < 2
32184 < 2
32185 < 2 < 2
32186 87
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