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Geoscience Laboratories (Geo Labs)
933 Ramsey Lake Road, Bldg A4

CERTIFICATE OF ANALYSIS

(g

} > Sudbury, ON P3E 6B5
- g : I_ABS Phone: (705) 670-5637

l/ Ontarlo GEO Toll Free: 1-866-436-5227

GCOSCICNCEC LABORATORILS Fax: (705) 670-3047

I';s“:d;_“ Certificate No: ~ CRT-13-0271-05

oS Certificate Date: ~ 2/27/2014
Consultant

Project Number:
935 Burns Street

North Bay, ON P1B 3V3 Canada Geo Labs Job No.: 13-0271
Phone: 705-495-6652 Submission date: 10/17/2013
| Fax:
| EMail: Delivery Via: Mail

Client No.: 1347 QC Requested: N

Method Code reported with this certificate: AAF-100

Method Code Description QTY Test Status

AAF-100 AAS: Atomic Absorption Flame 1 Complete

GFA-PBH Gravimetric Fire Assay Sample Preparation High Level 1 Complete

IMP-101 Lead Fire Assay with ICP-MS Finish 1 Complete

SAM-SPA Ring Mill Sample Preparation (Using Cr Steel) 1 Complete

SOL-PGH PGE High Digestion 1 Complete
Legend:

< = Not Detected
N.M. = Not Measured
Please refer to the Geo Labs Job No. 13-0271 if you have any questions.

CERTIFIED BY:

Page 1 of 1
Ed Debicki, Labt{a{ory Manager

Date: /gémaul./ e, 20/,94

Except by special permission, reproduction of these results must include any qualifing remarks made by this Ministry with reference to any sample.
Results are for samples as received.




;y-> GEOSCIENCE LABORATORIES GEO LABS
(,ﬁ' Ontario CERTIFICATE OF ANALYSIS .
GCOSCICNCLC LABORATORILS
Client; Price
Geo Labs JOB#: 13-0271
Date: 2/27/2014
Method Code: AAF-100

Client ID Cu Ni
Units ppm ppm
Detection Limit 3 6
001 1124 108

Page 1 of 1



g Geoscience Laboratories (Geo Labs)

CERTIFICATE OF ANALYS'S 933 Ramsey Lake Road, Bldg A4

.r\y_ .

>~ Ontari LABS oo
Vo : (705) 670-5637
/7~ Ontario GEO Lo

GCOSCICNCLC LABORATORILS Fax: (705) 670-3047

T 1

W ed To: 7

| RPEERS: Certificate No:  CRT-11-0063-06
Fulnige Certificate Date:  7/19/2011

Project Number:

935 Burns Street

North Bay, ON P1B 3V3 Canada || GeoLabs Job No.: 11-0063
Phone: 705-495-6652 ‘ Submission date: 6/6/2011
Fax:

EMail: Delivery Via: Email
Client No.: 1347 QC Requested: N

Method Code reported with this certificate: |AT-100

Method Code Description QTY Test Status

AAF-100 AAS: Atomic Absorption Flame 3 Complete

GFA-PBG Gravimetric Fire Assay 3 Complete

IAT-100 ICP-AES With Multi-Acid Open Vessel Digestion 3 Complete

SAM-SPA Ring Mill Sample Preparation (Using Cr Steel) 3 Complete
Legend:

< = Not Detected
N.M. = Not Measured
Please refer to the Geo Labs Job No. 11-0063 if you have any questions.

CERTIFIED BY:

=
( ~ ",/ T———
. § (‘, /llk/u . Date: j\/ Ay (D, 20y Page 1 of 1

Ed Debicki, Lab¢rafory Manager , /

Except by special permission, reproduction of these results must include any qualifing remarks made by this Ministry with reference to any sam
Results are for samples as received.

pli



;y} GEOSCIENCE LABORATORIES GEO LABS .
l/F Ontarlo CERTIFICATE OF ANALYSIS . -
GCOSCICNCC LABORATORILS a
Client: Price
Geo Labs JOB#: 11-0063
Date: 7/19/2011
- Method Code: IAT-100
Client ID Al Ba Ca Co Cr Cu Fe K Li Mg Mn Na
Units ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm
Detection Limit 20 1 25 1 2 1 40 65 1 20 1 45
Sample 1A 45834 43 80261 56 112 961 169139 618 8 13855 2296 9549
Sample 2 31436 10 77462 6 142 568 211433 125 10 19063 2638 2553
Sample 3 52654 86 75219 72 109 708 162886 1596 12 20381 2369 17210

Page 1 of 2



;y-> GEOSCIENCE LABORATORIES GEO I-ABS b
t/’ Ontario CERTIFICATE OF ANALYSIS ’ ’
GLCOSCICNCLC LABORATORICS =
Client: Price
Geo Labs JOB#: 11-0063
Date: 7/19/2011
Method Code: IAT-100

Client ID Ni Pb Sc Sr Ti \Y Y Zn
Units ppm ppm ppm ppm ppm ppm ppm ppm
Detection Limit 2 35 i 1 1 1 1 4
Sample 1A 70 520 9 196 1512 75 11 133
Sample 2 132 547 11 105 1423 67 7 190
Sample 3 75 531 11 336 2250 95 10 178

Page 2 of 2




e R Geoscience Laboratories (Geo Labs)
g gy CERTIFICATE OF ANALYSIS 933 Ramsey Lake Road, Bldg A4
)r> . Sudbury, ON P3E 6B5
P Phone: (705) 670-5637
% Onta rio GEO LABS Toll Free: 1-866-436-5227
GCOSCICNCLC LABORATORILS Fax: (705) 670-3047

Issued TO: Certificate No: ~ CRT-13-0271-03

Mr. P. Price Certificate Date:  12/3/2013

Consultant

935 Burns Street
North Bay, ON P1B 3V3 Canada

Project Number:

Phone: 705-495-6652
Fax:

EMail:

Client No.: 1347

Geo Labs Job No.: 13-0271
Submission date: 10/17/2013

Delivery Via: Mail
QC Requested: N

Method Code reported with this certificate: |MP-101

Method Code Description QTY Test Status

AAF-100 AAS: Atomic Absorption Flame 1 In Progress

GFA-PBH Gravimetric Fire Assay Sample Preparation High Level 1 Complete

IMP-101 Lead Fire Assay with ICP-MS Finish 1 Complete

SAM-SPA Ring Mill Sample Preparation (Using Cr Steel) 1 Complete

SOL-PGH PGE High Digestion 1 Complete
|
%

Legend:

< = Not Detected
N.M. = Not Measured
Please refer to the Geo Labs Job No. 13-0271 if you have any questions.

|

CERTIFIED BY:

’7';//; )] // ‘Jécmt for

Ed Debicki, Laboratory Manager

Date:

Dee 3, 2013 Page 1 of 1

Except by special permission, reproduction of these results must include any qualifing remarks made by this Ministry with reference to any sample.
Results are for samples as received.
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sz Ontario

Client: Price
Geo Labs JOB#: 13-0271
Date: 12/3/2013
Method Code: IMP-101

Client ID Au Pd Pt
Units ppb ppb ppb
Detection Limit 6 1.3 0.4
001 11 4.8 11.4

GEOSCIENCE LABORATORIES
CERTIFICATE OF ANALYSIS

Page 1 of 1

GEO LABS

GCOSCICNCC LABORATORILS
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My GEOSCIENCE LABORATORIES : ;wm
2r CERTIFICATE OF ANALYSIS nmo

L7~ Ontario :
GCOSCICNGLE LABORATORILS
Client: Price _ . ,nv; 5
Geo Labs JOB#: 13-0271 Q .
Date: 12/3/2013 ) .<,~, .,,,@,
Method Code: IMP-101  V/ N .m_,
(& ) Ly

x..

Client 1D Au Pd Pt

Units ppb ppb ppb

Detection Limit 6 1.3 0.4

001 11 48 11.4

Page 1 of 1



————_ Geoscience Laboratories (Geo Labs)
~ CERTIFICATE OF ANALYSIS 933 Ramsey Lake Road, Bldg A4

}F)‘O . : Sudbury, ON P3E 6B5

Phone: (705) 670-5637

L ntario GEO I-ABS Toll Free: 1-866-436-5227
GCOSCITLNCLC LABORATORILCS Fax: (705) 670-3047

Issued T(;:

Mr. P Pri | Certificate No: CRT-13-0271-03
r.P. ‘

nee | Certificate Date:  12/3/2013
Consultant

\
| Project Number:
935 Burns Street *

North Bay, ON P1B 3V3 Canada

| Geo Labs Job No.: 13-0271

|

Phone: 705-495-6652 i Submission date: 10/17/2013

Fax: 1 f T

' EMail: | Delivery Via: Mail

|

| Client No.: 1347 ! QC Requested: N

| L L J
Method Code reported with this certificate: JMP-101

'Method Code Description QTY ‘Test Status
AAF-100 AAS: Atomic Absorption Flame 1 In Progress
GFA-PBH Gravimetric Fire Assay Sample Preparation High Level 1 Complete
IMP-101 Lead Fire Assay with ICP-MS Finish 1 Complete
SAM-SPA Ring Mill Sample Preparation (Using Cr Steel) 1 Complete
SOL-PGH PGE High Digestion 1 Complete

Legend:

< = Not Detected
N.M. = Not Measured
Please refer to the Geo Labs Job No. 13-0271 if you have any questions.

CERTIFIED BY:

e RNeslde de Date: D 5 2013 Page 1 of 1
Ed Debicki, Laboratory Manager

i Except by special permission, reproduction of these results must include any qualifing remarks made by this Ministry with reference to any sample. ‘
Results are for samples as received. |
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