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Date Received: 11/05/2015

Date Completed: 11/12/2015

Job #: 201544948

Reference:

Sample #: 6
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434532 WA15-01 <1 5.14 4 724 2 1 0.86 <4 1 18 4 0.88 0.73 7 0.48 374 <1 34 187 11 <5 6 26 208 500 <2 15 <10 8 46

434533 WA15-02 <1 4.34 4 736 <2 <1 0.11 <4 1 20 2 0.77 <0.01 <1 0.27 151 <1 40 166 4 <5 <5 26 190 405 <2 14 <10 6 22

434534 WA15-04 <1 6.09 6 453 <2 <1 3.27 <4 18 139 13 3.26 0.28 10 2.06 499 <1 98 587 7 <5 <5 26 635 2829 2 97 <10 10 59

434535 WA15-05 <1 7.15 7 773 2 5 2.41 4 25 158 26 4.58 0.34 55 2.23 793 <1 89 1206 9 <5 <5 25 654 4061 <2 138 10 17 82

434536 WA15-10 <1 3.43 159 130 3 12 0.77 18 109 593 49 20.89 0.02 13 0.67 669 <1 414 237 29 6 <5 30 162 829 7 41 <10 8 135

434537 WA15-11 <1 1.51 201 51 5 21 0.51 21 178 629 47 23.99 1.58 8 0.57 648 <1 428 137 24 6 <5 35 96 698 2 33 <10 7 118

434538D WA15-11 <1 1.60 201 44 4 21 0.48 20 176 622 46 23.45 0.80 7 0.58 633 <1 420 134 26 6 <5 32 92 665 2 32 <10 7 111

PROCEDURE CODES: ALP1, ALFA1, ALMA1

Certified By: 

The results included on this report relate only to the items tested. 
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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