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374222 1192164 <1 0.56 15 14 <2 9 0.21 <4 25 >5000 7 1.37 0.47 <1 5.74 501 <1 1738 <100 2 40 <5 17 42 291 <2 19 <10 5 27

374223 1192165 <1 <0.01 <2 16 <2 3 <0.01 <4 24 >5000 3 2.35 0.24 <1 5.04 1381 <1 546 <100 8 40 <5 15 37 267 <2 20 <10 4 108

374224 1192166 <1 <0.01 <2 3 <2 17 0.67 8 71 1111 10 11.70 0.47 <1 >10.00 783 <1 1833 <100 14 <5 <5 14 46 216 4 21 <10 5 45

374225 1192167 <1 <0.01 <2 <1 <2 8 1.62 9 59 1546 4 12.32 0.63 <1 >10.00 655 <1 1447 <100 11 5 <5 13 40 219 2 26 <10 4 39

374226 1192168 <1 <0.01 <2 3 3 22 0.05 18 69 775 2 24.67 0.47 <1 9.39 555 <1 2408 <100 21 <5 <5 14 35 214 <2 15 <10 4 61

374227 1192169 <1 <0.01 <2 15 2 20 <0.01 14 71 2408 <1 20.09 0.90 <1 9.87 735 <1 1906 <100 13 11 <5 12 36 266 <2 28 <10 5 50

374228 258401 <1 <0.01 <2 1 <2 3 3.52 <4 105 1639 4 5.08 0.82 <1 >10.00 688 <1 1323 <100 5 9 <5 12 58 234 <2 16 <10 4 9

374229 258402 <1 <0.01 5 <1 <2 7 3.96 <4 149 1738 42 4.99 0.80 <1 >10.00 875 <1 1794 <100 9 5 <5 13 63 259 15 19 <10 6 21

374230 258403 <1 <0.01 <2 <1 <2 4 <0.01 5 169 1395 13 7.63 0.62 <1 >10.00 390 <1 2034 <100 11 9 <5 12 33 271 11 21 <10 5 71

374231 258404 <1 <0.01 4 4 <2 4 3.68 <4 18 1571 48 3.76 1.30 <1 >10.00 502 <1 675 <100 6 6 <5 13 161 180 7 11 <10 6 3

374232D 258404 <1 <0.01 2 <1 <2 6 3.69 <4 14 1468 45 3.32 0.92 <1 >10.00 479 <1 633 <100 7 7 <5 14 157 170 <2 11 <10 6 2

374233 258405 <1 5.15 3 473 2 8 2.20 <4 13 52 19 2.54 0.62 19 1.23 409 <1 61 452 6 <5 <5 13 333 2250 <2 51 <10 8 54

374234 1192153 <1 <0.01 <2 <1 <2 7 2.60 4 194 1834 5 6.36 1.18 <1 >10.00 755 <1 1875 <100 22 6 <5 11 54 273 23 21 <10 4 18

374235 1192154 <1 <0.01 5 14 <2 7 0.64 <4 196 2365 2055 4.90 0.77 <1 >10.00 785 <1 1599 <100 4 9 <5 12 44 270 <2 24 <10 6 18

374236 1192155 <1 <0.01 <2 3 2 21 <0.01 17 65 638 18 24.09 0.74 <1 9.16 478 <1 2291 <100 22 <5 <5 14 34 196 10 13 <10 4 55

374237 1192156 <1 <0.01 <2 <1 <2 1 <0.01 4 199 1243 11 6.06 0.81 <1 >10.00 297 <1 1928 <100 9 <5 <5 12 30 243 4 22 <10 4 38

374238 1192157 <1 3.57 3 469 <2 4 1.65 <4 24 146 89 5.09 0.55 55 2.08 1481 <1 93 342 11 <5 <5 13 104 2351 16 80 <10 8 81

374239 1192158 <1 <0.01 <2 <1 <2 6 <0.01 5 159 1432 11 7.28 0.66 <1 >10.00 385 <1 1988 <100 9 <5 <5 12 31 302 4 25 <10 4 64

374240 1192159 <1 <0.01 <2 2 3 24 0.07 16 73 684 4 22.93 0.91 <1 8.80 570 <1 1954 <100 27 <5 <5 13 35 222 6 24 <10 4 63

374241 1192160 <1 <0.01 <2 <1 <2 6 3.31 <4 170 1700 30 4.70 0.77 2 >10.00 842 <1 1832 <100 9 7 <5 13 55 275 <2 18 <10 6 24

PROCEDURE CODES: ALP1, ALPG1, ALMA1

Certified By: 

The results included on this report relate only to the items tested. 
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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374242 1192161 <1 5.06 <2 278 <2 13 0.91 <4 6 22 12 1.01 0.52 4 0.68 190 <1 56 359 8 <5 <5 11 699 696 <2 18 <10 5 25

374243D 1192161 <1 4.45 4 265 <2 4 0.85 <4 5 16 13 0.94 0.69 3 0.62 183 <1 48 348 5 <5 <5 11 678 652 <2 16 <10 5 22

374244 1192162 <1 6.11 6 1301 4 <1 1.88 <4 7 <1 6 2.80 0.23 7 0.75 800 <1 22 1151 15 <5 <5 <10 1186 1305 <2 45 <10 17 50

374245 1192163 <1 3.55 3 364 <2 <1 1.18 <4 4 14 21 0.93 0.43 <1 0.49 185 <1 27 269 12 <5 <5 13 689 657 <2 26 <10 6 21

374246 258351 <1 <0.01 4 <1 <2 10 <0.01 6 55 131 8 8.94 0.27 <1 6.00 793 <1 188 413 5 <5 <5 10 31 734 <2 260 <10 4 84

374247 258352 <1 <0.01 5 2 <2 5 8.62 <4 46 1610 2 4.54 0.68 2 9.63 889 <1 1198 <100 3 6 <5 13 87 233 5 25 <10 6 11

374248 258353 <1 <0.01 <2 <1 <2 5 1.22 5 331 1442 28 6.94 0.76 <1 >10.00 710 <1 1819 <100 13 6 <5 10 39 232 <2 22 <10 5 47

374249 258354 <1 <0.01 <2 <1 <2 6 1.13 5 237 2686 3 8.06 0.54 <1 >10.00 711 <1 2068 <100 7 7 <5 12 43 305 <2 30 <10 5 18

374250 258355 <1 <0.01 <2 <1 <2 14 1.83 5 70 3352 1 6.89 0.25 <1 >10.00 675 <1 1470 <100 10 10 <5 10 36 270 11 36 <10 5 22

374251 258356 <1 5.18 10 1074 3 2 4.87 5 31 5 62 6.82 0.74 17 2.37 1151 <1 36 3930 9 <5 8 13 1043 5412 <2 140 <10 27 120

374252 258357 <1 5.82 <2 70 <2 8 8.54 5 43 206 76 6.66 0.60 4 2.62 1092 <1 143 433 3 <5 <5 13 159 4496 <2 257 11 18 69

374253 258358 <1 4.56 <2 219 <2 4 6.31 5 55 84 120 6.96 0.78 11 4.26 1288 <1 195 758 3 <5 <5 13 468 6313 <2 215 <10 19 75

PROCEDURE CODES: ALP1, ALPG1, ALMA1
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