Friday, October 9, 2015

hCCURhSShT 1046 Gorham Steet  Tel: (BOT) G26

LABOGRALTORIES Thunder Bay, 0N Fax: (BOT) 622

Pavey Ark Minerals Inc.

100 Broadleaf Cres.
Ancaster,, ON, Can
L9G 3R8

Ph#: (905) 304-4499
Fax#: (905) 920-0436

Lanada PId oX5

Final Certificate

Email: rhsutcliffe@paveyarkminerals.com

G630 www. SCCUrassay.com
-
I

71 assay@accurassay.com

T

Date Received: 09/18/2015
Date Completed: 10/09/2015

Job #:201544361
Reference:
Sample #: 30

Acc #

374222
374223
374224
374225
374226
374227
374228
374229
374230
374231
374232 Dup
374233
374234
374235
374236
374237
374238
374239
374240
374241
374242
374243 Dup
374244
374245
374246
374247
374248
374249
374250

374251

Client ID

1192164

1192165

1192166

1192167

1192168

1192169

258401

258402

258403

258404

258404

258405

1192153

1192154

1192155

1192156

1192157

1192158

1192159

1192160

1192161

1192161

1192162

1192163

258351

258352

258353

258354

258355

258356

ppb

<5
44
<5
<5
<5
<5
<5
<5
<5
<5
<5

<5

<5
<5
<5
<5
<5
<5
<5
<5

<5

<5
<5
<5
<5

<5

PROCEDURE CODES: ALP1, ALPG1, ALMA1

Certified By: “ason

The results included on this report relate only to the items tested.

Pt
ppb

<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15
<15

<15

Pd Rh
ppb ppb

81
<10
<10
<10
<10
<10
<10
<10

19

18
<10
<10

11
<10
<10
<10
<10

13

14
<10
<10
<10

12

13
<10

11
<10
<10

22

<10

The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Ph#: (905) 304-4499 eference:
Fax#: (905) 920-0436 Sample #: 30

Email: rhsutcliffe@paveyarkminerals.com

Acc # Client ID Au Pt Pd Rh
ppb ppb ppb ppb

374252 258357 <5 <15 <10

374253 258358 <5 <15 <10

PROCEDURE CODES: ALP1, ALPG1, ALMAL

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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