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Reference: 201544361

Sample #: 2
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431315  1192164  13.52  9.68  8.11  <0.01  16.80  <0.01  0.02  <0.01  0.44  0.18  43.45  0.08  0.25  3.30  95.83

431316  1192165  16.24  11.23  7.40  <0.01  15.29  <0.01  <0.01  <0.01  0.81  0.16  37.24  0.07  0.03  3.30  91.77

431317Dup  1192165  16.33  12.05  7.75  0.10  14.92  0.13  <0.01  <0.01  0.86  0.19  32.03  0.08  0.06  3.43  87.94
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NIST SR 690   95.58 3.71 0.18 0.00 0.18 0.00 0.20 0.03 0.23 0.02 0.00 0.00 0.00 0.00 100.13

NIST SR 692   85.18 10.14 1.41 0.01 0.46 0.04 0.02 0.09 0.00 0.04 0.00 0.00 0.00 2.50 99.89

APPLIED SCOPES: ALXR1
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The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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