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VERSION 1:Version 2:  Revised report to include Au,Pt,Pd analyses

*NOTES

Results relate only to the items tested and to all the items tested



NiAnalyte:

%Unit:

Sample ID (AGAT ID) RDL: 0.001

1.21CP-101 (7187477)

0.459CP-104 (7187478)

0.283CP-105 (7187479)

0.280CP-107 (7187480)

1.03CP-108 (7187481)

0.727CP-109 (7187482)

1.65CP-111 (7187483)

0.978CP-112 (7187484)

1.34CP-113 (7187485)

0.309CP-114 (7187486)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Nov 11, 2015

Certificate of Analysis

ATTENTION TO: RICHARD H. SUTCLIFFECLIENT NAME: MISC AGAT CLIENT ON

AGAT WORK ORDER: 15T041322

(201-079) Sodium Peroxide Fusion - ICP-OES finish

DATE SAMPLED: Nov 11, 2015 DATE REPORTED: Jan 07, 2016 SAMPLE TYPE: Other          
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Sample
Login

Weight
MagneticsAnalyte:

kg %Unit:

Sample ID (AGAT ID) RDL: 0.01 0.01

0.26 77.9CP-101 (7187477)

0.26 58.5CP-104 (7187478)

0.35 57.2CP-105 (7187479)

0.17 51.1CP-107 (7187480)

0.21 49.4CP-108 (7187481)

0.22 70.5CP-109 (7187482)

0.35 87.8CP-111 (7187483)

0.26 32.2CP-112 (7187484)

0.32 64.9CP-113 (7187485)

0.32 5.02CP-114 (7187486)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Nov 11, 2015

Certificate of Analysis

ATTENTION TO: RICHARD H. SUTCLIFFECLIENT NAME: MISC AGAT CLIENT ON

AGAT WORK ORDER: 15T041322

(201-249) Davis Tube (ADTRS) - Magnetic Separation

DATE SAMPLED: Nov 11, 2015 DATE REPORTED: Jan 07, 2016 SAMPLE TYPE: Other          
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Metallic Fe Fe2O3 FeOAnalyte:

% % %Unit:

Sample ID (AGAT ID) RDL: 0.01 0.10.1

0.15 69.1 27.6CP-101 (7187477)

0.27 80.4 15.9CP-104 (7187478)

0.19 77.3 15.6CP-105 (7187479)

0.25 71.1 25.2CP-107 (7187480)

0.21 72.5 23.5CP-108 (7187481)

0.21 69.7 25.8CP-109 (7187482)

0.15 67.4 26.8CP-111 (7187483)

0.20 63.6 27.2CP-112 (7187484)

0.14 63.0 27.2CP-113 (7187485)

10.5 33.6 17.6CP-114 (7187486)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Nov 11, 2015

Certificate of Analysis

ATTENTION TO: RICHARD H. SUTCLIFFECLIENT NAME: MISC AGAT CLIENT ON

AGAT WORK ORDER: 15T041322

(201-999) Metallic Fe, FeO, Fe2O3

DATE SAMPLED: Nov 11, 2015 DATE REPORTED: Jan 07, 2016 SAMPLE TYPE: Other          
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Au Pd PtAnalyte:

ppm ppm ppmUnit:

Sample ID (AGAT ID) RDL: 0.001 0.0050.001

0.013 0.003 0.014CP-101 (7187477)

0.021 0.004 0.013CP-104 (7187478)

0.021 0.006 <0.005CP-105 (7187479)

0.024 0.003 0.018CP-107 (7187480)

0.300 0.046 <0.005CP-108 (7187481)

0.036 0.184 0.046CP-109 (7187482)

0.031 0.003 <0.005CP-111 (7187483)

0.017 <0.001 <0.005CP-112 (7187484)

0.075 0.002 0.005CP-113 (7187485)

0.020 0.005 0.025CP-114 (7187486)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Nov 11, 2015

Certificate of Analysis

ATTENTION TO: RICHARD H. SUTCLIFFECLIENT NAME: MISC AGAT CLIENT ON

AGAT WORK ORDER: 15T041322

(202-055) Fire Assay - Au, Pt, Pd Trace Levels, ICP-OES finish

DATE SAMPLED: Nov 11, 2015 DATE REPORTED: Jan 07, 2016 SAMPLE TYPE: Other          
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(201-079) Sodium Peroxide Fusion - ICP-OES finish
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Ni 7187481 1.03 1.00 3.0%

(201-249) Davis Tube (ADTRS) - Magnetic Separation
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Magnetics 7187481 49.4 49.2 0.4%

(202-055) Fire Assay - Au, Pt, Pd Trace Levels, ICP-OES finish
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au 7187481 0.300 0.282 6.2%

Pd 7187481 0.046 0.046 0.0%

Pt 7187481 < 0.005 < 0.005 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: MISC AGAT CLIENT ON ATTENTION TO: RICHARD H. SUTCLIFFE

PROJECT: 

AGAT WORK ORDER: 15T041322

Quality Assurance - Replicate 5623 McADAM ROAD
MISSISSAUGA, ONTARIO
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(201-079) Sodium Peroxide Fusion - ICP-OES finish
CRM #1

Parameter Expect Actual Recovery Limits

Ni 1.95 1.88 96% 90% - 110%

(202-055) Fire Assay - Au, Pt, Pd Trace Levels, ICP-OES finish
CRM #1 (ref.PG124)

Parameter Expect Actual Recovery Limits

Au 0.321 0.318 99% 90% - 110%

Pd 0.037 0.037 101% 90% - 110%

Pt 0.09 0.09 101% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: MISC AGAT CLIENT ON ATTENTION TO: RICHARD H. SUTCLIFFE

PROJECT: 

AGAT WORK ORDER: 15T041322
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Solid Analysis

Ni MIN-200-12001 ICP/OES

Sample Login Weight MIN-12009 BALANCE

Magnetics MIN-200-12041 DAVIS TUBE

Metallic Fe MIN-200-12028 TITRATION

Fe2O3 ICP-MS

FeO MIN-200-12043 ASTM 3872-05 TITRATION

Au MIN-200-12006
BUGBEE, E:  A Textbook of Fire 
Assaying

ICP/OES

Pd MIN-200-12006
BUGBEE, E:  A Textbook of Fire 
Assaying

ICP/OES

Pt MIN-200-12006
BUGBEE, E:  A Textbook of Fire 
Assaying

ICP/OES

Results relate only to the items tested and to all the items tested

SAMPLING SITE: SAMPLED BY:

AGAT WORK ORDER: 15T041322

Method Summary
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