
Monday, July 27, 2015
Final Certificate

Pavey Ark Minerals Inc.
100 Broadleaf Cres.
Ancaster,, ON, Can
L9G 3R8
Ph#: (905) 304-4499
Fax#: (905) 920-0436
Email: sutcliffeRH@gmail.com 

Date Received: 07/03/2015

Date Completed: 07/27/2015

Job #: 201542696

Reference:

Sample #: 9

   Acc # Client ID   Au
g/t (ppm)

  Au 
Grav
ppm

 

    237487    HA13-01     1.327                
    237488    HA13-02     <0.005                
    237489    HA15-01     <0.005                
    237490    HA15-02     >10.000   43.550              
    237491    HA15-03     0.326                
    237492    HA15-04     0.911                
    237493    HA15-05     0.017                
    237494    HA15-06     <0.005                
    237495    HA15-07     <0.005                
    237496    HA15-07 Dup     <0.005                
APPLIED SCOPES: ALP1, ALFA1, ALMA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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