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Pavey Ark Minerals Inc.
100 Broadleaf Cres.
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Date Received: 07/03/2015

Date Completed: 07/27/2015

Job #: 201542696

Reference:

Sample #: 9
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237487 HA13-01 <1 2.71 <2 140 <2 <1 5.38 4 24 126 164 6.57 0.21 5 1.67 1138 <1 57 223 3 14 <5 13 133 5366 <2 235 113 18 236

237488 HA13-02 <1 3.69 2 383 <2 <1 1.84 <4 8 17 9 2.16 0.31 25 0.73 347 <1 42 361 3 <5 <5 11 223 2068 <2 51 19 5 52

237489 HA15-01 <1 3.11 <2 390 <2 <1 1.16 <4 6 25 8 1.41 0.30 28 0.47 293 <1 56 260 <1 9 <5 <10 259 1235 <2 34 13 6 39

237490 HA15-02 6 2.32 <2 35 <2 <1 1.80 7 24 115 193 4.31 0.10 8 0.66 392 3 95 297 97 8 <5 <10 100 3915 <2 168 56 11 1041

237491 HA15-03 <1 4.26 <2 157 <2 <1 5.69 4 50 180 165 7.10 0.12 18 1.95 1174 <1 91 421 2 10 <5 11 147 7224 <2 339 21 25 159

237492 HA15-04 <1 0.33 <2 74 <2 <1 0.28 <4 7 62 35 1.71 0.21 <1 0.40 156 5 102 131 14 10 <5 <10 73 1855 <2 70 24 6 20

237493 HA15-05 <1 4.75 <2 213 <2 <1 7.27 5 48 178 166 8.63 <0.01 40 2.03 1475 3 90 390 2 14 6 10 122 7135 <2 353 37 23 135

237494 HA15-06 <1 4.93 <2 33 <2 <1 4.76 6 52 149 52 9.40 <0.01 10 3.21 1487 2 110 333 <1 14 <5 13 154 6154 <2 293 13 23 109

237495 HA15-07 <1 4.80 9 787 2 21 0.96 <4 4 18 14 1.25 <0.01 15 0.38 291 <1 42 186 10 <5 9 <10 238 997 <2 24 12 8 50

237496D HA15-07 <1 3.00 6 712 2 16 0.80 <4 3 12 14 1.15 0.29 13 0.31 267 <1 42 158 10 <5 10 <10 218 919 <2 22 <10 6 51

PROCEDURE CODES: ALP1, ALFA1, ALMA1, ALFA7

Certified By: 

The results included on this report relate only to the items tested. 
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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