
Tuesday, October 6, 2015
Final Certificate

Pavey Ark Minerals Inc.
100 Broadleaf Cres.
Ancaster,, ON, Can
L9G 3R8
Ph#: (905) 304-4499
Fax#: (905) 920-0436
Email: rhsutcliffe@paveyarkminerals.com 

Date Received: 09/01/2015

Date Completed: 10/06/2015

Job #: 201544074

Reference:

Sample #: 48

   Acc # Client ID   Au
g/t (ppm)

  Au 
Grav
ppm

 

    363564    258451     <0.005                
    363565    258452     <0.005                
    363566    258453     <0.005                
    363567    258454     <0.005                
    363568    258455     <0.005                
    363569    258456     <0.005                
    363570    258457     <0.005                
    363571    258458     <0.005                
    363572    258459     <0.005                
    363573    258460     <0.005                
    363574    258460 Dup     <0.005                
    363575    258461     <0.005                
    363576    258462     0.050                
    363577    258463     0.653                
    363578    258464     0.669                
    363579    258465     >10.000   36.080              
    363580    258466     >10.000   24.698              
    363581    258467     0.472                
    363582    258468     >10.000   15.067              
    363583    258469     >10.000   15.955              
    363584    258470     0.171                
    363585    258470 Dup     0.173                
    363586    258471     0.091                
    363587    258472     0.057                
    363588    258473     0.061                
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Tuesday, October 6, 2015
Final Certificate

Pavey Ark Minerals Inc.
100 Broadleaf Cres.
Ancaster,, ON, Can
L9G 3R8
Ph#: (905) 304-4499
Fax#: (905) 920-0436
Email: rhsutcliffe@paveyarkminerals.com 

Date Received: 09/01/2015

Date Completed: 10/06/2015

Job #: 201544074

Reference:

Sample #: 48

   Acc # Client ID   Au
g/t (ppm)

  Au 
Grav
ppm

 

    363589    258474     0.037                
    363590    258475     0.042                
    363591    258476     0.016                
    363592    258477     0.137                
    363593    258478     0.361                
    363594    258479     0.077                
    363595    258480     >10.000   19.294              
    363596    258480 Dup     >10.000   16.780              
    363597    258481     >10.000   14.843              
    363598    258482     >10.000   30.719              
    363599    258483     0.077                
    363600    258484     <0.005                
    363601    258485     <0.005                
    363602    258486     <0.005                
    363603    258487     0.007                
    363604    258488     <0.005                
    363605    258489     <0.005                
    363606    258490     <0.005                
    363607    258490 Dup     <0.005                
    363608    258491     <0.005                
    363609    258492     <0.005                
    363610    258493     0.012                
    363611    258494     <0.005                
    363612    258495     <0.005                
    363613    258496     0.019                
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Tuesday, October 6, 2015
Final Certificate

Pavey Ark Minerals Inc.
100 Broadleaf Cres.
Ancaster,, ON, Can
L9G 3R8
Ph#: (905) 304-4499
Fax#: (905) 920-0436
Email: rhsutcliffe@paveyarkminerals.com 

Date Received: 09/01/2015

Date Completed: 10/06/2015

Job #: 201544074

Reference:

Sample #: 48

   Acc # Client ID   Au
g/t 

(ppm)

  Au 
Grav
ppm

 

    363614    258168     0.008                
    363615    258169     0.008                
APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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Final Certificate

Pavey Ark Minerals Inc.
100 Broadleaf Cres.
Ancaster,, ON, Can
L9G 3R8
Ph#: (905) 304-4499
Fax#: (905) 920-0436
Email: rhsutcliffe@paveyarkminerals.com 

Date Received: 09/01/2015

Date Completed: 10/06/2015

Job #: 201544074

Reference:

Sample #: 48

Control Standards

QC Type QC Performance (ppm) Mean (ppm) Std Dev (ppm)

GS45 2.782 2.920 0.180

KL02 0.394 0.408 0.020

KL02 0.394 0.408 0.020

APPLIED SCOPES: ALP1, ALFA1, ALFA7

Validated By: Certified By: Authorized By:

The results included on this report relate only to the items tested.
The Certificate of Analysis should not be reproduced except in full, without the written approval of the laboratory.
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