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1. 

Introduction 

This assessment report summarizes the 2013 drill program completed by St. Andrew Goldfields 

Ltd. (SAS) in the Hislop Township on the nine claims, CP468, L23129, L23130, L24686, L26958, 

L26959, L26960, L26962 and L26963. 

 

A total of 72 holes were drilled completing 26991.5 m of NQ sized Diamond Drilling.  These 

holes were drilled from January, 2013 into August, 2013.  The holes were drilled as part of an 

exploration program testing the potential for gold north of the Hislop Mine and south of the 

property boundary with Primero Mining Corporation where they have identified mineralized 

trends in the Contact, 147 and Grey Fox South Zones. 

 

Location and Access 

The Hislop Property is a contiguous land package, which can be found on the east side of the 

Hislop Township approximately 15km east of Matheson, Ontario.  Figure 1 shows the location 

of the Hislop property within Ontario.  The property can be accessed by driving from Matheson, 

Ontario heading east on Highway 101 for approximately 12 km or 10 minutes, until Tamarack 

Road (also known as Hislop 2 Rd) is reached.  On Tamarack Road heading south for 5 km, a road 

leading directly to the Hislop Open Pit Mine on the left side can give access onto the mine 

property and to the drilling roads where all drilling was complete.  See Figures 2a-b for the 

property location within Hislop Township. 

Previous Work 

The Hislop property has a long history of exploration and development as well as production in 

1990-1991, 1993-1994, 1999-2000, and 2005-2006 as summarized below. During the period 

from 1934 through to 1936, McIntyre Mines optioned six claims owned by Torovic Gold Mines 

and six claims owned by Vindur Porcupine Gold Mines, which form much of the current Hislop  
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Mine property, and carried out a program of extensive surface trenching as well as a surface 

diamond drill program totaling 3,962.4m in 45 holes. Results of the program proved 

inconclusive and the option was dropped in 1936. 

In 1935, Mining Corporation drilled three holes totaling 819.3 m along a northeast to southwest 

section in the S1/2, Lot 2, Con III, on ground west of the Ross Mine. Results of this work 

revealed gold values over narrow widths in altered volcanic rocks, but no further work  

was undertaken. Torovic Gold Mines and Vindur Porcupine Gold Mines amalgamated in 1938 to 

form Kelrowe Gold Mines, Limited. During the period 1939 through 1940, Kelrowe sunk a shaft 

to a depth of 98 m, established levels at the 24 m, 55 m and 91 m elevations, undertook lateral 

development on the 24 m and 55 m levels, and completed 1,498 m of underground diamond 

drilling from stations on all three levels. All operations were suspended in 1940 and the mine 

was allowed to flood. 

In 1939, Hollinger Mines Limited drilled 10 surface holes for a total of 2,644 m in the S1/2 Lot 2, 

Con. III and the N1/2 Lot 2, Con. II that indicated the presence of interesting gold values in a 

broad zone of altered volcanic rocks. Subsequently in 1940, Hollinger completed a drive to the 

west-northwest at the 137 m level from the Ross Mine workings that extended 160 m on to the 

N1/2 Lot 2, Con. II and completed a 33.5m crosscut towards the south. A total of 1,953 m of 

underground diamond drilling was completed from the crosscut and stations along the drive. 

In 1945, Kelwren Gold Mines, Limited was formed when Kelrowe Gold Mines, Limited and Wren 

Gold Mines amalgamated. During the period 1945 to 1947, additional claims were obtained and 

a 32 hole surface diamond drill program totaling 5,028 m was completed. The shaft was 

deepened to 145 m and a new level established at the 137 m elevation. Development work 

began on the 91 m level, and more extensively on the 137m level, where 4,588 m was drilled in 

140 holes. In 1948 Kelwren Gold Mines, Limited reorganized to form Kelore Gold Mines, 

Limited. During 1948, an underground diamond drill program of 122 holes totaling 3,847.5 m 

was completed. Operations were suspended in January 1949 and the workings allowed to 

flood. During the period 1949 to 1950, Kelore completed 3,466 m of surface diamond drilling in  
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14 holes. During the years 1945 to 1949, Hiskerr Gold Mines Ltd. completed two diamond drill 

programs on two claims to the northwest of the Kelwren Shaft (23129 and 23130) that now 

form part of the Hislop Mine property. In 1953, Kelore Gold Mines, Limited was renamed New 

Kelore Mines, Limited (New Kelore). 

During 1955, Hiskerr Gold Mines Ltd. completed additional diamond drilling amounting to 

approximately 1,220 m on the Hiskerr claims. Hollinger optioned the Hislop property from New  

Kelore in 1973, and during the period 1973 through 1980, completed an extensive surface and 

underground exploration program. In 1973, 2,322.3 m in 11 surface diamond drill holes (HK 

series drill holes) were drilled and the mine workings were dewatered. In 1974, Hollinger 

completed an underground sampling and mapping program, and completed an underground 

diamond drill program comprising 8,914.8 m in 239 holes (K series holes). Geological reserves 

were estimated following this work. The option was dropped in 1980. In 1985, Geddes 

Resources Inc. (Goldpost) subsequently acquired 100% of the Geddes interest in the property. 

In 1986, Goldpost acquired two additional claims which increased the property holdings to a 

total of 19 patented mining claims and one 160 acre Veteran Lot. During the period 1986 to 

1989, Goldpost completed an extensive surface exploration program consisting of line cutting, 

ground magnetic surveys, ground very low frequency (VLF) surveys, geological mapping, and 

trenching, and surface diamond drilling comprising 29,612 m in 303 holes (GK series holes). An 

underground development program consisting of a 422 m East Decline and a 997 m Main 

Decline was completed. 

Connections from the Main Decline to the existing workings were made at the 55 m, 91m, and 

137 m levels and an underground diamond drill program consisting of two drill holes (156.7 m 

in total) in the East Decline and 42 drill holes (3,614.6 m, HE series holes) in the Main Decline 

was completed. All levels and declines were channel sampled and geologically mapped. 

In 1990, a joint venture was established between Goldpost and SAS to mine parts of the Shaft 

Zone and the North Zone. During 1990 and 1991, 5,401 m of underground drilling in 288 holes 

was completed and mining took place. In 1993, the Hislop property was acquired by SAS from  
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Goldpost. In the period 1993 to 1994, the workings were pumped out, underground drilling 

totaling 10,373.9 m in 270 holes was completed, development continued and mine production 

was milled at the Stock Mill. In 1994, production was curtailed and underground workings 

allowed to flood. Entrances to the declines were sealed with steel barriers in 1995 and 

equipment was removed from site. 

 

In 1996, the two Hiskerr claims were acquired by SAS. A grid with line spacings at 30 m (100 ft) 

was established over the entire Hislop Mine property and Realsection induced polarization (IP) 

surveying totaling 201 line km was completed. During 1996 to 1997, a surface diamond drill 

program amounting to 8,575.2 m in 14 drill holes (including two wedged holes and deepening 

of a hole drilled during an earlier drill program) tested several of the IP anomalies. 

 
Geological Setting 
 
Regional Geology 
 

The Hislop Project lies within the Southern Abitibi Greenstone Belt (SAGB) of the 

Superior Province in northeastern Ontario. In very general terms, the Abitibi 

Subprovince consists of Late Achaean metavolcanic rocks, related synvolcanic intrusions, and 

clastic metasedimentary rocks, intruded by Archean alkaline intrusions and Paleoproterozoic 

diabase dikes. The traditional Abitibi greenstone belt stratigraphic model envisages 

lithostratigraphic units deposited in autochthonous successions, with their current complex 

map pattern distribution developed through the interplay of multiphase folding and faulting 

(Valliant & Bergen, 2009). 

 

At a regional scale, the distribution of supracrustal units in the SAGB is dominated by east-west 

striking volcanic and sedimentary assemblages. The structural grain is dominated by east-west  
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trending Archean deformation zones and folds. The regional deformation zones commonly 

occur at assemblage boundaries and are spatially closely associated with long linear belts 

representing the sedimentary assemblages. The dominant regional fault in this area is the 

Destor-Porcupine, referred to as the Destor-Porcupine Fault Zone (DPFZ). The current locations 

of these regional deformation zones are interpreted to be proximal to the locus of early 

synvolcanic extensional faults. Belt scale folding and faulting was protracted and occurred in a  

number of distinct intervals associated at least in the early stages with compressive stresses 

related to the onset of continental collision between the Abitibi and older subprovinces to the 

north (Valliant & Bergen, 2009). Throughout the history of the Abitibi Subprovince, there was 

repeated plutonism defined by three broad suites: 1) synvolcanic plutons, 2) syntectonic 

intrusions that range in age from 2695 Ma to 2680 Ma and include tonalite, granodiorite, 

syenite, and granite, and 3) post tectonic granites that range in age from approximately 2665 

Ma to 2640 Ma (Valliant & Bergen, 2009). 

The southern part of the Abitibi greenstone belt, in the general vicinity of the Hislop 

Project, consists of three major volcanic lithotectonic assemblages and two unconformably 

overlying primarily metasedimentary assemblages (Valliant & Bergen, 2009). From oldest to 

youngest, these assemblages are the Stoughton-Roquemaure (2723 Ma–2720 Ma), the Kidd-

Munro (2719 Ma–2711 Ma), the Blake River (2704 Ma–2696 Ma), the Porcupine (2690 Ma-2685 

Ma), and the Timiskaming (2676 Ma-2670 Ma). The three oldest assemblages are all volcanic 

with plume, island arc, and rifted island arc affinities, have conformable contacts, and were 

developed by volcanic construction in variably extension to compression tectonic 

environments. On a belt scale, these form a broad synclinorium cored by the Blake River 

assemblage (Valliant & Bergen, 2009). 

 
Local & Property Geology 
 
The Hislop Mine property is underlain by a sequence of mainly tholeiitic basalt and basaltic to 

peridotitic komatiite volcanic flows intruded by a number of sheets or dikes of syenite, feldspar  
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porphyry, and intrusive breccia. Felsic lavas and fragmental rocks are reported to be extensive 

in the southern part of the property. Narrow dikes of lamprophyre intrude all other rock types 

and are generally aligned parallel to the main geological contacts and structures. The rocks 

have undergone low grade metamorphism and are located in a broad deformation zone which 

is part of the Destor Porcupine Fault Zone. Because of this metamorphism and deformation, 

many of the geological contacts show evidence of shearing and displacement due to the  

competency contrast between the major rock types. In addition many of the rocks have 

undergone varying intensities of hydrothermal alteration, mainly carbonatization and 

silicification, in part related to the gold mineralization, making the correlation of the rock types 

difficult across the property. 

Several mineralized zones occur on the Hislop property. The mineralized zones occur 

along a strike length of approximately 1,200 m, following the fault contact between mafic 

flows to the north and ultramafic rocks to the south. Gold is associated with the margins of 

feldspar porphyritic syenite dikes that have intruded the mafic and ultramafic rocks. The dikes 

are generally conformable to the contact between the mafic and ultramafic rocks striking west-

northwest and dipping steeply to the north. The mineralized areas have been called from west 

to east, the West Zone, Shaft Zone, and the South Area. 
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Diamond Drilling Program 

Drilling on the Hislop property was conducted by Forage Orbit Garant, and commenced on 

January 29th, 2013 and finished on August 1, 2013.  The total meterage drilled for the entire 

program was 26991.5m. This total excludes 198m of DDH H13-003A that crossed over the 

SAS/Primero property boundary into the north ½ of Lot 3, Concession 4 (currently owned by 

Primero Mining Corp.).  This was as a result of excessive deviation of the drill hole.  See Figure 

3a-c for Drill Hole Plans and Appendix 1 for a meterage breakdown by claim.  Drill core was 

picked up by SAS employees at the drill site and brought to the exploration office in Matheson, 

Ontario.  The core was logged by Brian Hua, Patti Perlock, Courtland Betts & Samantha Gignac.  

Logs for the 72 diamond drill holes completed in the program have been included in Appendix 

2.  Sampled core was cut by Yvan Labelle, Garth Pascoe & Geravin Church using a Husqvarna 

diamond saw.  The split core is stored at the Hislop mine site.  The drill program was planned 

and executed by Brian Hua and Sophie Chartrand, under the supervision of Craig Todd, P.Geo. 

Analyses of a total of 9064 samples were conducted by AGAT Laboratories (Mississauga, ON).    

432 sample standards and 447 blanks were included in these samples.  Assay certificates have 

been filed in Appendix 3.  
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Summary of Drilling 

 

The following paragraphs summarize the viewed geology of each drill hole by the core logger.   

H13-001 was drilled to test the extension of the “147 Zone” from the Primero property. Half of 

the hole consists of mafic volcanic flows and the other half is intrusive gabbros with minor 

amounts of sediments, ultramafics and syenite. The mafic volcanic flows are primarily massive 

or variolitic with a minor pillowed flow. The main alterations seen throughout the mafic 

volcanic flows are epidote, hematite, leucoxene, sericite and bleaching.  There are trace 

amounts of pyrite throughout the mafic volcanics with local concentrations ranging from 1-5% 

over 50cm to 4m. Trace amounts of sphalerite can also be seen.  Veining ranges from 1-4% 

throughout the flows and primarily consists of mm to cm sized carbonate veinlets and fracture 

fillings. There are also minor amounts of quartz-calcite veinlets present in the pillowed regions. 

Small localized patches of weak to moderate brecciation can be seen throughout the mafic 

volcanic flows. There is a 13m section of moderate to strong brecciation that is associated with 

patchy silicification and patchy to semi-pervasive sericite alteration. Throughout this region 

there is 2-3% very fine grained fracture filling and disseminated pyrite. At ~148m there are two 

~4m sections of sediments. One is an unidentified sediment and the other is argillite. The 

unidentified sediment has ~2m of 2-3% fine grained disseminated pyrite that is associated with 

strong pervasive silicification. The argillite has 1-2% very fine grained to fine grained pyrite and 

is altered by weak sericite. There is little to no veining throughout the sediments. 

Approximately 20% of the hole consists of medium to coarse grained intrusive gabbros.  These 

gabbros are altered by epidote and leucoxene, have trace amounts of fine grained pyrite and 

little to no veining. Amphibole and biotite gabbros are both present. The hole ends in 

serpentinized ultramafics with a minor interval of syenite. There are trace amounts of pyrite 

and chalcopyrite in the ultramafics as well as massive quartz-carbonate veins and veinlets. 

H13-002 was drilled to test the extension of the “147 Zone” from the Primero property. The top 

half of the hole consists of massive mafic volcanic flows, variolitic mafic volcanic flows and  
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gabbro. Both the mafic volcanic flows show similar alterations including epidote, sericite, 

hematite, leucoxene, and bleaching. Intervals of gabbro are mainly altered by weak to 

moderate fracture controlled epidote with minor amounts of moderate leucoxene and weak 

hematite. Throughout the top half of the hole there are trace amounts of fine grained fracture 

filling pyrite.  Veining concentrations range from ~1-5% and consist primarily millimeter sized 

carbonate veins, with minor amounts of quartz-carbonate veinlets.  The lower half of the hole 

contains pillowed mafic volcanic flows and massive mafic volcanic flows.  The lower half of the 

hole continues in mafic volcanics but there is brecciation, an increase in sulphide concentration, 

and more alteration.   There are patches of semi-pervasive sericite and pervasive silicification.  

Other alterations include albite, epidote, hematite and bleaching.  Sulphides include ~1-2% fine 

grained pyrite throughout the interval , ~4% sphalerite over ~20m located in large clusters in 

epidote altered carbonate veins, and minor amounts of pyrrhotite.  There is ~1-3% mm-cm 

sized quartz-carbonate and carbonate veinlets throughout with a minor amount of calcite 

veinlets.  There are small local patches of brecciation throughout the interval. 

 

H13-003 was drilled to test the extension of the “147 Zone” from the Primero property.  The 

hole was collared incorrectly and was expected to drift across the property boundary in a short 

distance.  The hole was stopped after the first test, drill moved back slightly and lined up again.  

The new hole is H13-003A. 

H13-003A was drilled to test the extension of the “147 Zone” from the Primero property. This 

hole was re-collared due to deviation. Original hole ID was H13-003. At 300m the hole crossed 

onto Primero property. The hole is approximately 75% mafic volcanic flows and 25% intrusive 

gabbro. The hole collared in variolitic mafic volcanics and after approximately 30m, entered 

strongly brecciated mafic volcanics.  At 47.8m, a trace amount of visible gold can be seen in the 

matrix of the brecciation surrounded by a high concentration of very fine grained disseminated 

pyrite.  This brecciated region is altered by sericite and hematite as well as an interval of  
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moderate to strong pervasive albite with fracture filling graphite.  Overall, there is 

approximately 2-4% very fine grained disseminated and fracture filling pyrite throughout this 

interval.  Veining in this interval primarily consists of 3% carbonate fracture fillings. Throughout 

the middle of the hole there are massive, pillowed and variolitic mafic volcanic flows altered by 

epidote, hematite, leucoxene and sericite.  Throughout these flows there are patches of 

moderate to strong brecciation.  The majority of these flows show low concentrations of fine 

grained pyrite but there are minor intervals of moderate concentrations of pyrite. Veining 

consists of 2-3% mm-cm sized carbonate veins.  Throughout the lower variolitic flow, there are 

small patches of strong brecciation that have strongly altered epidote clasts with large clusters 

of fine grained pyrite between the clasts.   This variolitic flow leads up to another strongly 

brecciated mafic unit containing patches of pervasive albite alteration and sericite located on 

the Primero property.  This interval contains patches with high concentrations of very fine 

grained pyrite and low concentrations of mm-cm sized carbonate veining. The gabbros present 

throughout the hole are altered by epidote, leucoxene and hematite, and have low 

concentrations of pyrite and veining. 

 

H13-004 was drilled to determine the extent of the 147 zone from the Primero property onto 

Hislop North.  The hole collared in mafic volcanic rock with a brecciated variolitic flow.  The 

variolitic flow has patchy hematite alteration and fracture controlled sericite alteration 

throughout with moderate in the host rock. Carbonate veinlets are present at various angles 

with minor intervals containing disseminated pyrite up to 3%. Ultramafic rock with strong 

chlorite and talc alteration follows the mafic rock. Smaller units of lamprophyre and mafic tuff 

intersect the ultramafic rock. The end of the unit is a minor fault changing to a diabase. Another 

sequence of ultramafic rock with mafic tuffs precedes the diabase. The lower part of the 

ultramafic rock had been altered to a green carbonate with strong fuchsite alteration and minor 

fracture controlled sericite. This is due to a felsic intrusion at the end of the hole, which is 

comprised of muscovite, carbonate and quartz. The green carbonate has very fine grained 

disseminated pyrite over minor intervals.   
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H13-005 was drilled to test the extension of the “147 Zone” from the Primero property. The 

hole primarily consists of mafic volcanic flows with minor intervals of gabbro, ultramafics, 

sediments and syenites. The gabbro, as well as the massive, pillowed, and variolitic mafic flows, 

are predominantly altered by weak epidote, weak hematite and weak to moderate leucoxene. 

Trace amounts of fine grained pyrite are found throughout these units as well. Veining consists 

of approximately 1-2% mm sized carbonate veins overall with minor amounts of calcite veinlets. 

There is a localized area of strong brecciation over ~45m in the mafic volcanics that is altered by 

strong albite and weak sericite with minor amounts of leucoxene, hematite and epidote. 

Through this interval there is an increase in the pyrite concentrations with a high of 

approximately 6-7% over 2m. Veining also increases through this interval with a local 

concentration of 20-25% carbonate veinlets over ~8m. Following this brecciated unit there is 

gabbro and 4m of sediment.  The sediment is weakly altered by patchy sericite and patchy 

silicification, contains 2-3% very fine grained disseminated pyrite and little to no veining. The 

amygdaloidal mafic volcanics occur deeper in the hole, are deep red in color and are intermixed 

with the ultramafic units. They are pervasively altered by hematite and have intervals of semi-

pervasive sericite alteration. Veining consists of ~3-4% mm-cm sized quartz-carbonate veins as 

well as ~1-2% mm sized carbonate veins. The ultramafic units are weakly serpentinized with 

trace pyrite and ~2-3% quartz-carbonate veining. 

 

H13-006 was drilled to test the extension of the “147 Zone” from the Primero property. The 

hole primarily consists of mafic volcanic flows with intermittent intervals of gabbro. The mafic 

units include massive, variolitic and pillowed flows. All of these flows display similar alterations 

including epidote, sericite, hematite and bleaching. Epidote ranges from weak to strong 

throughout the flows but is most abundant in the selvages of the pillowed flows. The primary 

sulphide present in the mafic flows is fine grained pyrite occurring in concentrations ranging 

from trace to 1% with local concentrations of ~2-3% over ~4m. Other sulphides include trace 

amounts of chalcopyrite as well as pyrrhotite located in the pillow selvages. Overall, the veining 

is ~1-3% mm-cm sized carbonate veinlets with a small percentage of quartz-carbonate veinlets.  
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There is ~1.5m of localized brecciation located in the pillowed unit with a small fault 

represented by ~2-3cm of fault gouge. Intervals of gabbro are mainly altered by weak to 

moderate fracture controlled epidote with minor amounts of moderate leucoxene and weak 

hematite.  The dominant sulphide present is pyrite but is found in trace amounts throughout.  

Trace amounts of chalcopyrite can also be seen. Veining is limited in the gabbro with a small 

percentage of millimeter sized carbonate veining. 

 

H13-007 was drilled to test the extension of the “147 Zone” from the Primero property. The 

hole primarily consists of mafic volcanic flows with very minor amounts of ultramafic volcanics 

and a felsic porphyritic intrusion. The mafic volcanic flows can be massive, variolitic, pillowed 

and brecciated. The hole collared in a brecciated variolitic flow that contains a minor ultramafic 

unit and a felsic porphyritic intrusion. This flow is altered by hematite (minor amounts in 

specular form), sericite, leucoxene and silicification. Throughout most of the unit there are low 

concentrations of pyrite as well as low concentrations of mm to cm sized carbonate veinlets 

and fracture fillings. Localized patches of brecciation can be seen throughout the unit with 

higher percentages of pyrite. The last 9m of this flow is strongly brecciated with 2-3% very fine 

to fine grained fracture filling and disseminated pyrite and moderate amounts of mm to cm 

sized quartz-carbonate veinlets. Following this unit there is an ultramafic unit that is altered by 

strong, pervasive chlorite, has low concentrations of fine grained disseminated pyrite and 

moderate concentrations of quartz-carbonate veinlets. Following this ultramafic unit, the rest 

of the hole consists of very iron rich mafic volcanic flows. Alterations in these flows include 

sericite, hematite, epidote, leucoxene, albite and bleaching. Brecciation can be seen in localized 

patches throughout most of the flows. The non-brecciated regions tend to have low 

concentrations of pyrite except for the pillowed units where there are large clusters of pyrite 

and pyrrhotite in the selvages. The few areas where brecciation is strong, tend to have 

moderate to high concentration of pyrite. Throughout the units there are trace amounts of 

chalcopyrite present. Veining consists mostly of a low concentration of mm to cm sized 

carbonate veinlets with brecciation in minor amounts. In one area of strong brecciation, there  
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is a large quartz-carbonate vein containing ~1% pyrite, 1% chalcopyrite and trace amounts of 

molybdenite. The hole ends in massive mafic volcanics that are predominately unaltered, have 

low concentrations of pyrite and little veining.   

 

H13-008 was drilled to test the extension of the “147 Zone” from the Primero property. The 

hole collared in a strongly brecciated mafic volcanic flow that contains a few pillows. This flow is 

altered by sericite, hematite, leucoxene and epidote and has a small percentage of very fine 

grained clustered and fracture filling pyrite throughout with a few smaller patches with a higher 

percentage. Veining consists of 3-5% cm sized carbonate veins and fracture fillings.  Following 

this mafic flow, there is a poorly sorted, polymictic conglomerate with a fine grained 

groundmass and angular to subangular clasts ranging in size from 1mm-5cm. This unit is altered 

by k-feldspar, hematite, sericite and chlorite. There are trace amounts of very fine to fine 

grained pyrite throughout most of the unit with a higher concentration of ~2-3% over the last 

five meters. Veining consists of a low concentration of fracture fillings and mm-cm sized 

veinlets. The last 200m of the hole consists of ultramafic volcanics and gabbro. There is faulting 

present  throughout most of the ultramafics as well as a few minor intervals of syenite. The 

ultramafics are dark black with chlorite, hematite and serpentine alterations. They contain trace 

pyrite throughout and a high concentration of mm-cm sized carbonate veins and a minor 

amount of mottled quartz-carbonate veins. The gabbro is coarse grained with trace amounts 

pyrite and practically no veining. 

 

H13-009 was drilled to test the extension of the “147 Zone” from the Primero property. The 

upper half of the hole consists of mafic volcanic flows that are either massive, brecciated, 

variolitic or pillowed. The hole collared in a massive mafic flow but quickly changed into a 

variolitic flow. The first 65m of this variolitic flow shows strong brecciation throughout.  

Alterations in this unit include hematite in specular form, sericite, silicification, chlorite, and 

leucoxene. Generally, there are low concentrations of pyrite filling in fractures throughout this  
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interval, however higher concentrations are seen in the silicified areas. Trace amounts of 

chalcopyrite is hosted in some of the veinlets. Much of the veining is brecciated and occurs in 

moderate to high concentrations and primarily consists of cm sized carbonate veinlets as well 

as quartz veinlets lined by carbonate. After 65m, brecciation in the mafic volcanic flows lessens 

and becomes more localized. The variolitic unit continues for a while but ultimately the 

pillowed flow begins to dominate.  Alteration beyond this point consists of sericite, bleaching, 

epidote, and hematite.   Pyrite continues to be low with small regions of localized moderate 

concentrations. Veining consists of low concentrations of mm-cm sized carbonate veinlets with 

minor amounts of quartz veinlets. The lower half of hole is primarily ultramafic volcanics and 

biotite gabbro.  Between the mafic flows and the ultramafics, there is a small segment of 

conglomerate. This conglomerate has a fine grained groundmass with sub-rounded to angular 

clasts, is polymictic, and is poorly sorted. It has trace amounts of pyrite throughout and little to 

no veining. The ultramafics are altered pervasively by strong chlorite, as well as patchy talc, 

sericite and hematite.  Trace amounts of fine grained pyrite can be found throughout as well as 

low concentrations of mm-cm sized carbonate and calcite veinlets. Evidence of faulting can be 

seen throughout most of the ultramafic units. The hole ends in a medium to coarse grained 

biotite gabbro that is weakly altered by epidote, has trace amounts of pyrite and little to no 

veining. 

H13-010 was drilled to test the extension of the “147 Zone” from the Primero property. The 

majority of the hole is ultramafic volcanics with smaller intervals of a felsic porphyritic intrusive, 

a mafic volcanic tuff and a lamprophyre. The ultramafic volcanics are dark grey to black with 

strong pervasive chlorite alteration throughout. Other patchy alterations present are talc, 

sericite, leucoxene and hematite. Trace amounts of fine grained disseminated pyrite can be 

seen throughout the ultramafic units with a few small areas reaching up to 1%. Overall, veining 

concentrations are low to moderate and consist of mm to cm sized carbonate veinlets with 

minor amounts of quartz-carbonate veinlets. Evidence of faulting such as fractured rock, rubble 

and fault gouge can be seen throughout much of the ultramafics. The next most abundant unit 

in the hole is a light pink, fine to medium grained felsic porphyritic unit that intrudes the  
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ultramafic volcanics. This unit has large patches of strong pervasive silicification and 

albitization. Pyrite concentrations range from trace to 1% with the higher concentrations 

generally being associated with the strongly altered areas.  This unit has localized areas where it 

is strongly fractured and has a very small amount of mm to cm sized quartz-carbonate veinlets.  

Other minor lithologies that intrude the ultramafics are a mafic volcanic tuff and a 

lamprophyre.  Both these units are pervasively altered by moderate hematite, have trace 

amounts of pyrite, and low to moderate amounts of mm to cm sized carbonate veinlets.  

 

H13-011 was drilled to test the extension of the “147 Zone” from the Primero property. The 

hole collared in a mafic volcanic tuff but quickly changes to a fine to medium grained syenite 

within a few meters. This syenite is altered by hematite, chlorite and sericite and has 2-3% mm-

cm sized carbonate veinlets. The next 200m of the hole is half ultramafic and half an intrusive 

coarse grained gabbro. The ultramafics contain minor mafic intrusions throughout. The majority 

of the ultramafics are black with chlorite, fuchsite, sericite, hematite, and talc alterations and 

they contain a moderate amount of mm-cm sized carbonate veinlets. There is a 25m interval of 

ultramafic volcanics that is pervasively and strongly altered by green carbonate as well as 

sericite and hematite. This unit has a high concentration of mm-cm sized quartz-carbonate and 

pure carbonate veinlets. The gabbroic intrusion is medium to coarse grained, altered by patchy 

epidote and contains little to no veining. The hole ends in a mafic volcanic tuff that has multiple 

minor intervals of ultramafic volcanics and small altered amygdaloidal unit. The mafic volcanic 

tuff unit is pervasive altered by hematite throughout that ranges from weak to moderate.  

Other alterations in the unit include bleaching, sericite and chlorite.  There is ~2-3% mm-cm 

sized carbonate veinlets, larger veins, and fracture fillings throughout this unit. Patches of 

ultramafic volcanics throughout this unit are primarily green carbonate altered and some are 

strongly brecciated. Throughout the entire hole there are very trace amounts of fine grained 

pyrite present.  
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H13-012 was drilled to test the extension of the “147 Zone” from the Primero property. The 

majority of the hole is ultramafic volcanics with smaller intervals of a felsic porphyritic intrusive, 

a mafic volcanic tuff and a biotite gabbro. The ultramafic volcanics are dark grey to black with 

strong pervasive chlorite alteration throughout. Other patchy alterations present are weak talc, 

weak to moderate sericite, moderate to strong fuchsite and weak hematite. Trace amounts of 

fine grained disseminated pyrite can be seen throughout the ultramafic units as well as 

moderate concentrations of mm-cm sized carbonate veinlets with a few local regions of highly 

concentrated veinlets. Over the first 150m of ultramafics, there is a weakly hematized mafic 

intrusive with trace pyrite and a low concentration of quart-carbonate veinlets. Next, the 

ultramafics are intruded by a fine to medium grained, strongly silicified and albitized felsic  

intrusive.  This intrusive tends to have trace amounts of very fine grained pyrite in its non-

albitized areas and ~1% very fine grained, fracture filling pyrite where the rock is more strongly 

altered by albite. Veining in this unit is primarily mm-cm sized quartz-carbonate veinlets and is  

found in low concentrations. Deeper in the hole, there is a mafic volcanic tuff that is pervasively 

altered by hematite, has trace fine grained pyrite throughout and has a moderate amount of 

mm-cm sized carbonate veinlets. The hole ends in ultramafic volcanics intruded by a medium to 

coarse grained biotite gabbro.  This gabbro is altered by weak patchy epidote, has trace 

amounts of fine grained disseminated pyrite and little veining.   

H13-013 was drilled to test the extension of the “147 Zone” from the Primero property. The 

hole consists of mafic volcanic flows that can be massive, pillowed, variolitic or brecciated. It 

collars in a variolitic mafic volcanic flow that is mainly altered by hematite, has 1% fracture 

filling pyrite throughout and a low concentration of carbonate veinlets, stringers and fracture 

fillings. At the end of this unit there is ~8m of strong brecciation with albite, sericite and 

hematite alterations. Pyrite is disseminated or fracture filling, is very fine grained and is highly 

concentrated. Veining is dominated by large brecciated quartz-carbonate veins that host small 

specs of visible gold. The rest of the hole is dominated by fracture controlled epidote alteration 

with lesser amounts of leucoxene, hematite, sericite, and bleaching. Very minor amounts of  
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albite and silicification can be seen as well. These units generally have low concentrations of 

pyrite with slightly higher concentrations in the pillowed flows where pyrite clusters in the 

pillow selvages. Veining concentrations are low and primarily consist of carbonate veinlets, 

stringers and fracture fillings. Deeper in the hole very minor syenitic intrusions become present. 

 

H13-014 was drilled to test the extension of the “147 Zone” from the Primero property. The 

hole is entirely ultramafic volcanics with a few very minor syenite and mafic intrusions. There is 

strong pervasive chlorite throughout as well as weak to moderate patchy glaucophane. Other 

patchy alterations include talc, and sericite. Throughout the majority of the hole, the pyrite 

concentration ranges from trace to 1% and is mostly fine grained disseminated. There are small 

patches where the concentrations reach 2-4% that are mostly associated with sericite 

alteration, syenite intrusions, or faulting. Veining consists of mostly low to moderate 

concentrations of carbonate veinlets and fracture fillings. Evidence of faulting can be seen 

throughout the entire hole ranging from a couple of meters of fractured rock and rubble to a 

few cm of fault gouge.   

 

H13-015 was drilled to test the extension of the “147 Zone” from the Primero property. The 

hole is predominantly mafic volcanic flows with a minor gabbro intrusion. Multiple textures can 

be seen throughout the mafic volcanics such as pillows, varioles and amygdules. In general the 

mafic flows are fairly unaltered but the most abundant alteration is fracture controlled epidote. 

Other minor patchy alterations include leucoxene, hematite, and bleaching. Pyrite 

concentrations are generally low, ranging from trace to 1% throughout and are mostly fine 

grained and fracture filling. There are a couple of 2m regions that have higher concentrations of 

pyrite.  One is associated with banded hematite and sericite alterations.  The other is associated 

with weak to moderate brecciation and albite alteration. Veining concentrations are also low 

and consist primarily of carbonate veinlets, stringers and fracture fillings. The gabbro that  

 



18. 

intrudes the mafic volcanics is fine to medium grained, is altered by fracture controlled epidote, 

has trace amounts of pyrite and low to moderate veining concentrations.   

H13-016 was drilled to test the extension of the “147 Zone” from the Primero property. The 

hole is predominantly mafic volcanic flows with a minor ultramafic unit and a mafic volcanic 

tuff. Multiple textures can be seen throughout the mafic volcanics such as pillows, varioles and 

amygdules. The hole collars in massive mafic volcanics but quickly turns into a variolitic flow. 

The variolitic flow has weak to moderate brecciation and is pervasively altered by moderate to 

strong hematite as well as minor amounts of weak patchy bleaching. Pyrite concentrations 

fluctuate throughout but there is ~2% fracture filling pyrite throughout. Veining in this area is 

dominated by high percentages of low angle quartz-carbonate veins and veinlets. This variolitic 

flow is followed by a unit of ultramafic volcanics. The ultramafics are altered by strong 

pervasive chlorite as well as minor amounts of talc, hematite and sericite. There are trace 

amounts of fine grained disseminated pyrite and low to moderate concentrations of carbonate 

veinlets and stringers. Evidence of faulting can be seen throughout. The mafic volcanic units 

that follow for the next 80m are fairly unaltered, have trace amounts of fracture filling pyrite 

and low to moderate concentrations of carbonate stringers, veinlets and fracture fillings. After 

this, there is ~10m of strong brecciation associated with albite and sericite alteration. In this 

area there are high concentrations of very fine grained disseminated pyrite and an interval of 

large quartz-carbonate veins resembling c-veins with crustiform texture.  Here, the hole goes 

back into fairly unaltered mafic units for ~250m.  Minor alterations are present including 

epidote, leucoxene, hematite, and bleaching.  Pyrite concentrations range from trace to 1% and 

are fracture filling.  There are a few patches of moderate pyrite concentrations associated with 

veining in these units. Veining is dominated by low concentrations of carbonate stringers and 

veinlets.  The hole then changes to a pervasively hematite altered, brecciated mafic flow.  In 

general, this unit has low concentrations of fracture filling pyrite and low concentrations of 

carbonate veinlets.  However, there are intermittent ~2m patches where there are higher 

concentrations of pyrite and veining as well as albite and sericite alterations.  The hole finishes  
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with a small patch of massive mafic volcanics followed by a mafic volcanic tuff.  The tuff is 

pervasively altered by strong hematite, has trace pyrite and little carbonate veining. 

 

H13-017 was drilled to test the extension of the “147 Zone” from the Primero property. The 

hole collared in massive mafic volcanics with patchy brecciation. The first 50m of these mafics 

are semi-pervasively altered by hematite with minor amounts of bleaching, sericite and 

leucoxene.  Trace amounts of pyrite are present with an increase half way through the unit 

including higher concentrations associated with brecciated areas. Veining consists of low 

concentrations of carbonate veinlets with small intervals of higher concentrations composed of 

carbonate and quartz-carbonate veinlets. After 50m, the mafics become altered by pervasive 

bleaching with minor amounts of patchy hematite, sericite and epidote. There are trace 

amounts of pyrite throughout this region as well as low concentrations of carbonate veinlets. 

The rest of the hole is ultramafic volcanics containing large regions of faulting, minor syenite 

intrusions and minor volcanic mafic tuffs. The majority of the ultramafics are black with strong 

pervasive chlorite with minor amounts of talc, sericite and glaucophane. They have trace 

amounts of pyrite and low to moderate concentrations of carbonate veinlets. Deeper in the 

hole, the ultramafics become brecciated with patchy fuchsite alteration. They still contain trace 

amounts of pyrite but have a higher percentage of low angle carbonate veinlets. The mafic 

volcanic tuff that intrudes the ultramafics are pervasively altered by strong hematite, have 

moderate amounts of very fine grained disseminated pyrite and a high percentage of high angle 

carbonate veinlets. 

 

H13-018 was drilled to test the extension of the “147 Zone” from the Primero property. The 

majority of the hole is mafic flows with a few gabbro intrusions and a minor sediment package. 

Pillowed and variolitic units dominate the mafic flows. The mafic flows tend to be fairly 

unaltered with minor amounts of patchy epidote, hematite, bleaching, and leucoxene. 

Throughout most of the mafics there are low concentrations of fracture filling pyrite with  
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slightly higher concentrations in the selvages of the pillowed flows.  Pyrrhotite can be found in 

the selvages as well. Veining consists of low concentrations of carbonate and calcite veinlets 

and stringers with very minor amounts of quartz veinlets. There a few anomalous intervals 

where alterations such as silicification, sericite and albite are present. These areas tend to be 

associated with brecciation and higher percentages of very fine and fine grained pyrite. Veining 

in these regions tends to be larger, higher in concentration, be quartz or calcite in composition 

and some are brecciated. The gabbro units that intrude these mafics tend to be altered by 

fracture controlled epidote and disseminated leucoxene with minor amounts of hematite. 

These units have trace amounts of pyrite present and low concentrations of calcite veinlets and 

stringers. Wedged between the upper and lower mafic volcanics there is a 14m package of 

sediments with minor mafic and ultramafic units. These sediments are silicified and altered by 

sericite and bleaching. They have trace amounts of pyrite throughout most of the unit with a 

small local concentration of 2-3% over 3m and very little veining.   

 

Pit Drilling 

The Hislop property has seen several phases of both underground and open pit mining activity 

over its history. Currently, all drilling efforts have focused on the near surface Au bearing 

structures present in what are named the “East” and “West” Pits (Mckenzie et al., 2013).  

 

Local Geology 

 

The Hislop Mine property is underlain by a sequence of mainly tholeiitic basalts to the North 

and basaltic to peridotitic komatiite volcanic flows to the South intruded by a number of sheets 

or dikes of feldspar porphyritic syenite.  The syenite related to gold mineralization is a silicified 

feldspar syenite, which has a NW-SE strike occurring within a major regional fault.  Narrow  
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dikes of lamprophyre intrude all other rock types, but mainly in the ultramafic volcanic flows 

and are generally aligned parallel to the main geological contacts and structures. The rocks 

have undergone low grade metamorphism and are located in a broad deformation zone which 

is part of the DPFZ. Because of this metamorphism and deformation, many of the geological 

contacts show evidence of shearing and displacement due to the competency contrast between 

the major rock types. In addition many of the rocks have undergone varying intensities of 

hydrothermal alteration, mainly carbonatization and silicification, in part related to the gold 

mineralization, making the correlation of the rock types difficult across the property. 

Two open pits have been mined on the Hislop Mine property being identified as the East Pit 

(Shaft Zone and South Area) and West Pit (West Zone). The East and West Pits have an 

approximate strike length of 700m and 300m respectively.  Although both pits have similar 

strike directions, there holds the possibility that there is a minor cross-cutting fault between the 

two pits as there is lateral sinistral movement causing a minor offset.  Minor faults are visible in 

the pit walls with strike directions parallel, subparallel and perpendicular to the strike of the 

mineralized trend. 

Gold mineralization at the Hislop Mine has follows a felsic intrusion related model, with the 

main control being the silicified feldspar syenite.  The syenite is generally sub-vertical with 

varying thicknesses across both pits.  The Ultramafic-Syenite contact has been the main focus of 

targets for gold mineralization in recent drilling due to the higher expected grade.  The 

ultramafic rock often alters to a green carbonate rock with different degrees of fuchsite and/or 

sericite alteration and finely disseminated pyrite mineralization.  At depth, sericite alteration 

has been more commonly associated with the gold mineralization.  The gold however, has been 

present within both the ultramafic and syenite lithologies, yielding higher grades within the 

ultramafic rock.  Within the mafic volcanic rock, gold mineralization can be associated with 

minor syenitic dike swarms closer to the main syenite distinct by hematite alteration, but is also 

present around quartz-carbonate veinlets and fracture systems where pyrite mineralization and 

hematization or silicification occurs.   
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Deeper drilling beneath the East Pit has resulted in the feldspar syenite being non-existent or 

pinching out.  Therefore, a contact between the mafic and ultramafic rock occurs.   

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



Core Uncut Cut
BHID From To Length(m) Au_GPT Au_GPT_32g/t

H13-001 - - - NSV
H13-002 400.1 401.1 1 9.52
AND 461.3 466 4.7 2.14
H13-003A 37.5 57.7 20.2 5.26 4.43
Including 47.6 51.4 3.8 16.44 12.82
AND 278.3 284.9 6.6 2.00
H13-004 62.1 66.1 4 2.56
H13-005 157 159.1 2.1 2.41
AND 174 175.5 1.5 1.45
AND 183.6 184.4 0.8 5.07
H13-006 - - - NSV
H13-007 388.6 391.3 2.7 2.59
H13-008 21 24.1 3.1 6.28
Including 23.2 24.1 0.9 18.20
H13-009 59.5 64.4 4.9 1.89
H13-010 - - - NSV
H13-011 440.7 442.8 2.1 2.24
H13-012 - - - NSV
H13-013 109.2 115.6 6.4 8.32
Including 112.2 115.1 2.9 13.43
H13-014 78.6 84 5.4 8.08
Including 80 81 1 17.80
H13-015 - - - NSV
H13-016 48.8 51.5 2.7 5.50
AND 499.8 501 1.2 8.43
H13-017 - - - NSV
H13-018 349.8 351.7 1.9 5.32

Core Uncut Cut
BHID From To Length(m) Au_GPT Au_GPT_32g/t

HP13-001 - - - NSV
HP13-002A 268.7 273 4.3 2.44
AND 304.9 313.3 8.4 1.32
Including 304.9 306.4 1.5 3.03
HP13-003 327 335.2 8.2 1.32
HP13-004 - - - NSV
HP13-005 280.2 290.1 9.9 1.35
HP13-006 294.6 299.3 4.7 2.65
Including 297.8 298.3 0.5 15.94
AND 367.6 376 8.4 1.49
HP13-007 5.6 30 24.4 0.99
AND 254.8 262.9 8.1 1.61

Hislop North

Hislop Pit 2013 Exploration

Geo
Text Box
23.



Core Uncut Cut
BHID From To Length(m) Au_GPT Au_GPT_32g/t

Including 254.8 256.8 2 3.25
AND 303 307.3 4.3 1.99
AND 337.5 352.8 15.3 1.04
HP13-008 5 33.1 28.1 1.15
Including 5 24.9 19.9 1.45
AND 62.2 62.8 0.6 8.91
AND 208.5 223 14.5 2.45
Including 211.5 214.2 2.7 6.84
HP13-009 6 26.1 20.1 1.25
Including 6 13.5 7.5 2.10
AND 181 186.4 5.4 2.91
Including 181 182.7 1.7 7.81
HP13-010 179 200.8 21.8 3.06
Including 181 189.2 8.2 5.30
HP13-011 20.2 23.3 3.1 1.97
AND 207 229.6 22.6 2.76
Including 222.7 227.7 5 6.57
HP13-012 252.2 260.5 8.3 2.40
HP13-013 139.8 143.6 3.8 2.23
HP13-014 389.4 417.6 28.2 3.40
Including 399.8 402.3 2.5 12.27
HP13-015 176.4 187.8 11.4 2.40
Including 182.5 187.8 5.3 4.50
HP13-016 153.6 156.7 3.1 3.55
Including 153.6 154.6 1 9.57
AND 201.7 203.2 1.5 4.33
HP13-017 285.6 303.2 17.6 3.37
Including 292.2 295.2 3 3.81
Including 298.1 300.3 2.2 15.60
HP13-018 51.8 70.6 18.8 2.14
Including 56.4 57.8 1.4 14.19
AND 239.8 241.3 1.5 5.43
AND 256.7 267.2 10.5 2.43
Including 258 262.7 4.7 3.57
AND 290.9 300 9.1 2.06
HP13-019 12 15.3 3.3 2.51
HP13-020 183.8 189 5.2 1.87
HP13-021 336 338 2 7.04
HP13-022 26.8 27.8 1 11.00
AND 253 255.1 2.1 3.29
HP13-023 316.4 321 4.6 3.56
Including 317.1 318.4 1.3 9.37
HP13-024 99.1 99.7 0.6 5.83
AND 135.4 139.3 3.9 2.24
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Core Uncut Cut
BHID From To Length(m) Au_GPT Au_GPT_32g/t

HP13-025 288 300.6 12.6 4.14
Including 293.2 296.4 3.2 11.01
HP13-026 100.8 112.7 11.9 2.42
including 100.8 106.6 5.8 3.83
AND 270.1 277.6 7.5 6.08
Including 273.1 274.6 1.5 11.50
HP13-027 102.8 107 4.2 6.48
AND 265.7 268.5 2.8 3.21
HP13-028 244.4 246.4 2 3.69
AND 306.9 308.8 1.9 2.87
HP13-029 227.4 235.5 8.1 3.35
Including 232.5 235.5 3 5.40
HP13-030 97.5 103.5 6 1.47
HP13-031 237.4 240.9 3.5 1.45
HP13-032 107 111.5 4.5 3.53
HP13-033 256.5 264.6 8.1 7.01
Including 256.5 258 1.5 20.30
HP13-034 - - - NSV
HP13-035 274.9 276.8 1.9 8.03
Including 276.2 276.8 0.6 17.40
HP13-036 87 90 3 5.18
HP13-037 309.7 311.7 2 3.73
HP13-038 295.5 297 1.5 5.61
HP13-039 313.7 318 4.3 1.67
HP13-040 130.1 134.6 4.5 1.26
AND 169.3 173.6 4.3 1.73
HP13-041 97.7 100 2.3 2.01
HP13-042 161.5 165 3.5 1.91
HP13-043 300.8 311 10.2 1.12
HP13-044 - - - NSV
HP13-045 252 263 11 8.62 6.34
Including 254.3 257.5 3.2 24.38 16.55
HP13-046 293.3 298.3 5 1.39
HP13-047 296.3 310 13.7 2.85
Including 309 310 1 17.70
HP13-048 311.8 318 6.2 2.97
Including 312.8 315 2.2 5.68
HP13-049 196.5 206.5 10 3.24
Including 196.5 202.5 6 4.58
HP13-050 26 30.6 4.6 2.87
AND 40.6 45 4.4 1.53
AND 187 201.8 14.8 5.07
Including 192 199 7 7.50
HP13-051 - - - NSV
HP13-052 - - - NSV
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GEOLOGY LEGEND

Colour Rock Code Lithology
ACG Green Carbonate Altered Rock
AEO Sericite Altered Rock
HPO Casing/Overburden
IFO Felsic Intrusive Undivided
IIO Intermediate Intrusive
IMO Mafic Intrusive Rock
IPF Feldspar Porphyry
IPO Felsic Porphyritic Intrusive
ISO Syenitic Intrusive Rock
ISP Porphyritic Syenite
LDO Diabase Dyke
LLB Biotitic Lamprophyre
LLO Lamprophyre
QBX Quartz Breccia
SCO Conglomerates
SIA Argillite
SOO Sediments Undivided
VGB Biotitic Gabbro
VGO Gabbro
VMA Mafic Volcanic Amygdaloidal
VMM Mafic Volcanic Massive
VMP Mafic Volcanic Pillowed
VMT Mafic Volcanic Tuffaceous
VMV Mafic Volcanic Variolitic
VMX Mafic Breccia
VUO Ultramafic Volcanic
VUX Ultramafic Breccia
ZFZ Fault Zone

          Figure 4
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Appendix 1 

Metreage Breakdown by Claim 

 

SUMMARY REPORT 

 

ON 

 

DIAMOND DRILLING 
 

On The Hislop Property 

 

IN 

 

Hislop Township 

 

For 

 

ST ANDREW GOLDFIELDS LTD. 

 

 

 



Hole Total Length (m) CP468 L23129 L23130 L24685 L24686 L26540 L26039 L26040 L26963
H13-001 452 452
H13-002 471 471
H13-003 43 43
H13-003A 183 183
H13-004 492 492
H13-005 498 498
H13-006 459 459
H13-007 480 356 124
H13-008 324 324
H13-009 465 465
H13-010 453 325 128
H13-011 471 471
H13-012 375 375
H13-013 499 238 261
H13-014 204 204
H13-015 483 379 104
H13-016 537 269 268
H13-017 411 320 91
H13-018 528 469 59
Sub-Total 7828 6269 1468 0 91 0 0 0 0 0
HP13-001 477 207 270
HP13-002 54 54
HP13-002A 549 2 547
HP13-003 363 192 171
HP13-004 297 130 167
HP13-005 336 55 281
HP13-006 456 80 376
HP13-007 369 369
HP13-008 312 312
HP13-009 279 279
HP13-010 339 339
HP13-011 309 309
HP13-012 285 285
HP13-013 465 465
HP13-014 480 480
HP13-015 234 229 5
HP13-016 421 21 400
HP13-017 546 278 268
HP13-018 315 310 5
HP13-019 264 259 5
HP13-020 357 357
HP13-021 510 256 254
HP13-022 351 351
HP13-023 528 324 204
HP13-024 363 363
HP13-025 464.6 324 140.6
HP13-026 318 318
HP13-027 438 438
HP13-028 378 267 111
HP13-029 375 375
HP13-030 384 384
HP13-031 240.9 34 206.9
HP13-032 411 411
HP13-033 441 189 252
HP13-034 339 339
HP13-035 429 353 66 10
HP13-036 310 310
HP13-037 528 209 319
HP13-038 381 73 308
HP13-039 339 77 262
HP13-040 252 54 198
HP13-041 264 141 7 116
HP13-042 294 158 136
HP13-043 408 408
HP13-044 357 357
HP13-045 351 180 171
HP13-046 350 350
HP13-047 394 219 175
HP13-048 357 48 309
HP13-049 285 285
HP13-050 282 282
HP13-051 258 258
HP13-052 276 168 108
Sub-Total 19163.5 0 0 1217 7 7398 3769 4457 108 2207.5
Total 26991.5 6269 1468 1217 98 7398 3769 4457 108 2207.5

%/Claim 100% 23.2% 5.4% 4.5% 0.4% 27.5% 13.9% 16.5% 0.4% 8.2%

Meterage by Claim



 

 

Appendix 2 

Diamond Drill Logs 

 

SUMMARY REPORT 
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On The Hislop Property 

 

IN 
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ST ANDREW GOLDFIELDS LTD 
 

 

 



Dec 12, 2013
Page 1 of 1

GRAPHIC SUMMARY REPORT

0

39.00
HPO

39.00

48.30
VMM

48.30

91.10
VMV

91.10

147.80
VGO

147.80

152.50
SOO

152.50

156.70
VMM

156.70

160.10
SIA

160.10

199.10
VMV

199.10

253.00
VMM

253.00

270.20
VMP

270.20

280.50
VMM

280.50

293.80
VMX

293.80

300.70
VGB

300.70

358.00
VMM

358.00

364.80
VUO

364.80

430.30
VGB

430.30

449.80
VUO

449.80

452.60
ISO

452.60

459.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371700.000000 552240.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-001               DDH

Hislop Township

YES CP468

DECIMAL METRIC

265.00 -50.00

pperlock

Garant

0 459.00

Completed: Feb 13, 2013Start Date: Jan 29, 2013

Entered On: Feb 05, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp



Page 1 of 10Dec 12, 2013 DETAILED LOG

Hole Number: H13-001                                           Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371700.00 North: Collar Az:

Location: Hislop Township East: 552240.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jan 29, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Feb 13, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-50.00

265.00

459.00

0.00

459.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar: Duplicate of test @ 57m 57.00 mag field=5570264.00 264.00-49.20 -49.20EZ Shot OK EZ Shot OK

102.00 mag field=5539 150.00 mag field=5520266.80 267.10-49.10 -48.90EZ Shot OK EZ Shot OK

201.00 mag field=5238; Mag low, Azi unreliable 250.00 mag field=5547255.20 266.70-48.80 -49.20EZ Shot DO EZ Shot OK

300.00 mag field=5539 351.00 mag field=5511264.90 267.10-49.60 -50.10EZ Shot OK EZ Shot OK

402.00 mag field=5569 450.00 mag field=5562264.00 262.80-50.10 -49.80EZ Shot OK EZ Shot OK

459.00 mag field=5477266.50 -50.70 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 39.00 HPO, OVERBURDEN
Casing for ~39m.  ~3.8m of core recovered - 2.5m is solid core similar to the
following unit, the rest is boulders.

39.00 48.30 VMM, MAFIC VOLCANIC MASSIVE E5487060 39.00 40.50 1.50 0.01
E5487061 40.50 42.00 1.50 0.01
E5487062 42.00 42.60 0.60 0.01
E5487063 42.60 44.00 1.40 0.06
E5487064 44.00 45.00 1.00 0.00
E5487065 45.00 46.00 1.00 0.02
E5487066 46.00 47.00 1.00 0.01
E5487067 47.00 48.30 1.30 0.01

Rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak epidote and weak hematite.  Epidote alteration is
primarily fracture controlled.  There is ~0.5% vf-fg fracture filling and
disseminated pyrite throughout.  Veining includes <1% CAR veinlets and
stringers.  There a few possible pillow structures present. The rock is hard and
has a magnetic signature ranging from weak to strong.



Page 2 of 10Dec 12, 2013 DETAILED LOG

Hole Number: H13-001                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

48.30 91.10 VMV, MAFIC VOLCANIC VARIOLITIC E5487068 48.30 49.50 1.20 0.05
E5487069 49.50 51.00 1.50 0.01
E5487071 51.00 52.50 1.50 0.03
E5487072 52.50 54.00 1.50 0.01
E5487073 54.00 55.50 1.50 0.04
E5487074 55.50 57.00 1.50 0.02
E5487075 57.00 58.50 1.50 0.03
E5487076 58.50 60.00 1.50 0.02
E5487077 60.00 61.50 1.50 0.01
E5487078 61.50 63.00 1.50 0.00
E5487079 63.00 64.50 1.50 0.01
E5487081 64.50 66.00 1.50 0.00
E5487082 66.00 67.50 1.50 0.02
E5487083 67.50 69.00 1.50 0.03
E5487084 69.00 70.50 1.50 0.32
E5487085 70.50 72.00 1.50 0.01
E5487086 72.00 73.50 1.50 0.02
E5487087 73.50 75.00 1.50 0.36
E5487088 75.00 76.50 1.50 0.68
E5487089 76.50 78.00 1.50 0.02
E5487091 78.00 79.50 1.50 0.02
E5487092 79.50 81.00 1.50 0.01
E5487093 81.00 82.50 1.50 0.01
E5487094 82.50 84.00 1.50 0.14
E5487095 84.00 85.50 1.50 0.03
E5487096 85.50 87.00 1.50 0.02
E5487097 87.00 88.50 1.50 0.00
E5487098 88.50 90.00 1.50 0.00
E5487099 90.00 91.10 1.10 0.02

Rock is fine grained/aphanitic and is dark to medium grey with a green tint.
Patchy alterations include weak epidote, strong hematite, weak bleaching and
moderate albite.  There is trace-0.5% pyrite throughout, mostly clustered with
some fracture filling and disseminated.  Veining consists of ~1% CAR veinlets
and stringers overall with minor amounts of QTZ veinlets.  There is a small patch
of amygdules,1-5mm in size near the UC.   Small patch of localized moderate
brecciation associated with the QTZ veining and the albite alteration.  The rock is
hard and has strong patchy magnetism.

91.10 147.80 VGO, GABBRO E5487101 91.10 92.00 0.90 0.01
E5487102 92.00 93.00 1.00 0.01
E5487139 139.00 140.10 1.10 0.00
E5487141 140.10 141.10 1.00 1.92
E5487142 141.10 142.20 1.10 0.38
E5487143 142.20 143.20 1.00 0.46
E5487144 143.20 143.90 0.70 0.67
E5487145 143.90 145.00 1.10 0.01
E5487146 145.00 146.00 1.00 0.01
E5487147 146.00 147.00 1.00 0.00
E5487148 147.00 147.80 0.80 0.01

Rock is medium-coarse grained and is medium grey to green in color.  Patchy
alterations include weak epidote, weak to moderate leucoxene and strong patchy
hematite.  The epidote is both fracture controlled and disseminated.  Hematite is
fracture controlled and enters @ ~133m.  The leucoxene is almost
semi-pervasive in some areas.  Trace amounts of fg pyrite are present, with local
concentrations of ~2-3% over ~1m associated with CAR/CAL veining.  There is
~1% CAR veinlets, could potentially be higher but epidote alteration make is
difficult to determine.  There are also minor amounts QTZ/CAR veins/veinlets as
well as CAL veinlets.  The rock is hard and is predominantly non-magnetic with
small patches of strong magnetism.
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Hole Number: H13-001                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

147.80 152.50 SOO, SEDIMENTS UNDIVIDED E5487149 147.80 148.80 1.00 0.01
E5487151 148.80 149.80 1.00 0.00
E5487152 149.80 150.80 1.00 0.01
E5487153 150.80 151.60 0.80 0.03
E5487154 151.60 152.50 0.90 0.01

Distinct UC 50-60 deg TCA.  Rock is very fine grained and is medium grey with a
light green tint.  Patchy alterations include weak to moderate sericite and
moderate silicification.  There is ~2m that has pervasive strong silicification
associated with ~2-3% fg disseminated pyrite.  Otherwise, trace amounts of
pyrite are present.  Veining is almost non-existent with <1% QTZ/CAR veinlets.
Small patches of bedding can be seen, 80-90 deg TCA.  The rock is moderately
soft where the silicification is not pervasive and is non-magnetic.

152.50 156.70 VMM, MAFIC VOLCANIC MASSIVE E5487155 152.50 154.00 1.50 0.01
E5487156 154.00 155.00 1.00 0.01
E5487157 155.00 155.90 0.90 0.01
E5487158 155.90 156.70 0.80 0.01

Rock is medium grained and is dark grey with a green tint.  Patchy alterations
include weak epidote, weak leucoxene and moderate bleaching.  There is
trace-0.5% fg fracture filling pyrite overall.  There are a few pillows and
amygdules present in the last 70cm before the LC.  Veining includes 2-3% CAR
veinlets and fracture fillings.  Rock is hard and non-magnetic.

156.70 160.10 SIA, ARGILLITE E5487159 156.70 158.00 1.30 0.03
E5487161 158.00 159.00 1.00 0.02
E5487162 159.00 160.10 1.10 0.03

Distinct UC 70-80 deg TCA.  Rock is very fine grained and is dark grey to black in
color.  Graphite is pervasive throughout.  Patchy alterations include weak sericite
and weak chlorite.  There is ~1-2% vf-fg clustered and fracture filling pyrite
throughout.  Little to no veining with <1% QTZ/CAR, and CAL fracture fillings
and veinlets.  Bedding can be seen at 80-90 deg TCA.  The rock is moderately
soft and is non-magnetic.  Flame structures can be seen that indicate that the
top of the unit is down.
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Hole Number: H13-001                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

160.10 199.10 VMV, MAFIC VOLCANIC VARIOLITIC E5487163 160.10 161.40 1.30 0.04
E5487164 161.40 162.50 1.10 0.01
E5487165 162.50 163.50 1.00 0.01
E5487166 163.50 165.00 1.50 0.01
E5487167 165.00 166.50 1.50 0.02
E5487168 166.50 168.00 1.50 0.01
E5487169 168.00 169.00 1.00 0.01
E5487171 169.00 170.00 1.00 0.40
E5487172 170.00 171.00 1.00 0.01
E5487173 171.00 172.50 1.50 0.01
E5487174 172.50 174.00 1.50 0.01
E5487175 174.00 175.50 1.50 0.01
E5487176 175.50 177.00 1.50 0.01
E5487177 177.00 178.50 1.50 0.02
E5487178 178.50 180.00 1.50 0.01
E5487179 180.00 181.50 1.50 0.01
E5487181 181.50 183.00 1.50 0.01
E5487182 183.00 184.50 1.50 0.01
E5487183 184.50 186.00 1.50 0.01
E5487184 186.00 187.50 1.50 0.01
E5487185 187.50 189.00 1.50 0.01
E5487186 189.00 190.50 1.50 0.01
E5487187 190.50 192.00 1.50 0.01
E5487188 192.00 193.50 1.50 0.01
E5487189 193.50 195.00 1.50 0.01
E5487191 195.00 196.50 1.50 0.01
E5487192 196.50 198.00 1.50 0.01
E5487193 198.00 199.10 1.10 0.01

Distinct UC 20-30 deg TCA.  Rock is fine grained and is dark grey with a green
tint.  Patchy alterations include weak to moderate epidote, moderate patchy
hematite, weak patchy sericite and weak patchy bleaching.  Epidote alteration is
predominantly fracture controlled but there are also large areas of disseminated.
There is ~0.5-1% vf-fg fracture filling and clustered pyrite throughout.  Veining
includes ~3-4% CAR fracture fillings and stringers.  Veining concentration is hard
to determine due to the epidote alteration.  Rock is hard and non-magnetic.

199.10 253.00 VMM, MAFIC VOLCANIC MASSIVE E5487194 199.10 200.00 0.90 0.00
E5487195 200.00 201.20 1.20 0.01
E5487196 252.00 253.50 1.50 0.01

Rock is fine to medium grained and is dark grey with a green tint.  Patchy
alterations include weak epidote, moderate hematite, weak sericite and weak
leucoxene.  Epidote is primarily fracture controlled with small amounts of
disseminated.  There are trace amounts of fg fracture filling pyrite present.
Veining includes ~3-4% CAR veinlets, stringers and fracture fillings with minor
amounts of CAL veinlets.  Small patches of weak brecciation can be seen,
ranging in size from ~5-10cm. The rock is hard and non-magnetic.
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Hole Number: H13-001                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

253.00 270.20 VMP, VOLCANIC MASSIVE PILLOWED E5487197 253.50 255.00 1.50 0.01
E5487198 255.00 256.50 1.50 0.00
E5487199 256.50 258.00 1.50 0.02
E5487201 258.00 259.00 1.00 0.01
E5487202 259.00 260.00 1.00 0.00
E5487203 260.00 260.50 0.50 0.04
E5487204 260.50 261.50 1.00 0.00
E5487205 261.50 262.50 1.00 0.01
E5487206 262.50 263.50 1.00 0.01
E5487207 263.50 264.50 1.00 0.01
E5487208 264.50 265.50 1.00 0.01
E5487209 265.50 267.00 1.50 0.01
E5487211 267.00 268.50 1.50 0.02
E5487212 268.50 269.50 1.00 0.01
E5487213 269.50 270.20 0.70 0.01

Rock is fine grained/aphanitic and is dark grey with large patches of light
greenish yellow. Patchy alterations include weak to moderate epidote, moderate
hematite, and weak bleaching.  Trace amounts of fine grained pyrite are present
throughout with a local concentration of ~5-7% over ~50cm.  The most
abundant sulphide in the interval is clustered sphalerite at ~0.5-1%. Veining
primarily consists of ~2-3% QTZ/CAL veinlets with minor amounts of CAR
stringers and fracture fills.  Small patches or varioles are present.  The rock is
hard and non-magnetic.

270.20 280.50 VMM, MAFIC VOLCANIC MASSIVE E5487214 270.20 271.50 1.30 1.98
E5487215 271.50 273.00 1.50 0.06
E5487216 273.00 273.70 0.70 0.08
E5487217 273.70 274.50 0.80 0.04
E5487218 274.50 276.00 1.50 0.01
E5487219 276.00 277.50 1.50 0.02
E5487221 277.50 279.00 1.50 0.02
E5487222 279.00 280.50 1.50 0.01

Rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak epidote and weak leucoxene.   The epidote is
predominantly fracture controlled.  ~1% fg disseminated and fracture filling
pyrite can be seen throughout as well as trace amounts of clustered sphalerite
near the UC.  Veining consists of 2-3% CAR veinlets, stringers and fracture fills
with minor amounts of QTZ/CAR veinlets near the UC.  There are small patches
of weak to moderate brecciation throughout.  The rock is hard and is
non-magnetic.

280.50 293.80 VMX, MAFIC BRECCIA E5487223 280.50 282.00 1.50 0.01
E5487224 282.00 283.00 1.00 0.21
E5487225 283.00 284.00 1.00 0.34
E5487226 284.00 285.00 1.00 0.79
E5487227 285.00 286.00 1.00 0.26
E5487228 286.00 287.00 1.00 0.03
E5487229 287.00 288.00 1.00 0.02
E5487231 288.00 289.00 1.00 0.05
E5487232 289.00 290.00 1.00 0.19
E5487233 290.00 291.00 1.00 0.44
E5487234 291.00 292.30 1.30 0.02
E5487235 292.30 293.80 1.50 0.02

The rock is fine grained/aphanitic and is medium gray with a light brown tint.
The two main alterations present are sericite and silicification.  The sericite is
weak but ranges from patchy to semi pervasive.  The silicification is weak to
moderate and is patchy with a pervasive interval.  There is ~2-3% vfg-fg pyrite
throughout.  At the beginning of the interval it is disseminated and clustered but
in the more silicified areas it is fracture filling.  Veining consists of ~1-2% CAR
stringers and veinlets with minor amounts of CAL veinlets.  There is weak to
moderate brecciation throughout as well as weak to moderate foliation of 60-80
deg TCA.  The rock ranges from hard to very hard and is non-magnetic.
Entire interval is of interest.

293.80 300.70 VGB, BIOTITIC GABBRO E5487236 293.80 295.00 1.20 0.00
Rock is medium to coarse grained and dark grey with a green tint.  Moderate
patchy conglomeropheric epidote is present.  Trace amounts of fg disseminated
pyrite are present.  Little to no veining, CAR stringers.  Rock is hard and strongly
magnetic.
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300.70 358.00 VMM, MAFIC VOLCANIC MASSIVE E5487237 350.00 351.00 1.00 0.04
E5487238 351.00 351.80 0.80 0.09
E5487239 351.80 353.20 1.40 0.43
E5487240 353.20 354.50 1.30 0.83
E5487242 354.50 355.50 1.00 0.06

Rock is fine grained/aphanitic and is medium to dark grey with a green to beige
tint.  Patchy alterations include weak sericite, weak epidote, weak leucoxene and
weak silica.  Trace amounts of fg pyrite are found throughout including local
concentrations of ~1% over ~4m after the UC, as well as 1-2% vf-fg
disseminated and fracture filling pyrite over ~4-5m. Veining consists of <1%
CAR stringers, veinlets and fracture fillings throughout as well as ~1-2%
QTZ/CAL/CAR veinlets over ~20m.  Patches of weak to moderate brecciation can
be found throughout ranging in size from ~5cm-6m.  The rock is hard and is
non-magnetic.

358.00 364.80 VUO, ULTRAMAFIC VOLCANIC
Rock is fine grained and is dark grey with a green tint.  Patchy alterations are
weak serpentine and weak chlorite.  0-trace amounts of pyrite present.  Veining
consists of <1% QTZ/CAR veinlets and stringers.  Weak to moderate foliation
throughout, 30-40 deg TCA.  Rock is soft and non magnetic.

364.80 430.30 VGB, BIOTITIC GABBRO
The rock is coarse grained and is dark grey with a green tint.  Weak epidote is
disseminated throughout.  Trace-0.5% fg dissseminated pyrite can be found
throughout as well as trace CPY.  Veining consists of <1% QTZ/CAR veinlets,
CAL veinlets and CAR veinlets and stringers.  The rock is hard and is strongly
magnetic.

430.30 449.80 VUO, ULTRAMAFIC VOLCANIC
Distinct contact, 10-20 deg TCA.  Rock is fine grained and is dark grey to black in
color.  Patchy alterations include weak serpentine and weak chlorite.  Trace
amounts of fg disseminated pyrite can be seen throughout.  Veining consists of
~2-3% QTZ/CAR and QTZ/CAL veinlets and veins.  The QTZ/CAR veins range in
size from 20-60cm and trace-1% CPY.  The rock is soft and strongly magentic.

449.80 452.60 ISO, SYENITIC INTRUSIVE
The rock is deep red in color and strongly brecciated throughout.  Hematite
alteration is moderate and pervasive.  Weak, patchy, fracture controlled chlorite
is present.  There is ~0.5-1% fg disseminated pyrite throughout.  Veining
consists of <1% QTZ fracture fillings and stringers.  The rock is hard and
non-magnetic.

452.60 459.00 VUO, ULTRAMAFIC VOLCANIC
The rock is dark black with a green tint and is moderately to strongly brecciated
throughout.  Patchy alterations include weak serpentine and weak chlorite.
35-40% of the interval is QTZ veins and mottled veinlets/veins.  There is
trace-0.5% CPY located mostly in the massive veins.  The rock is very soft and
strongly magnetic.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487060 39.00 40.50 0.0125
E5487061 40.50 42.00 0.0100
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Sample Type ASSAY
E5487062 42.00 42.60 0.0070
E5487063 42.60 44.00 0.0590
E5487064 44.00 45.00 0.0020
E5487065 45.00 46.00 0.0230
E5487066 46.00 47.00 0.0130
E5487067 47.00 48.30 0.0080
E5487068 48.30 49.50 0.0500
E5487069 49.50 51.00 0.0090
E5487071 51.00 52.50 0.0290
E5487072 52.50 54.00 0.0050
E5487073 54.00 55.50 0.0350
E5487074 55.50 57.00 0.0210
E5487075 57.00 58.50 0.0250
E5487076 58.50 60.00 0.0150
E5487077 60.00 61.50 0.0070
E5487078 61.50 63.00 0.0040
E5487079 63.00 64.50 0.0060
E5487081 64.50 66.00 0.0030
E5487082 66.00 67.50 0.0150
E5487083 67.50 69.00 0.0280
E5487084 69.00 70.50 0.3180
E5487085 70.50 72.00 0.0107
E5487086 72.00 73.50 0.0210
E5487087 73.50 75.00 0.3560
E5487088 75.00 76.50 0.6840
E5487089 76.50 78.00 0.0210
E5487091 78.00 79.50 0.0150
E5487092 79.50 81.00 0.0050
E5487093 81.00 82.50 0.0090
E5487094 82.50 84.00 0.1430
E5487095 84.00 85.50 0.0300
E5487096 85.50 87.00 0.0180
E5487097 87.00 88.50 0.0015
E5487098 88.50 90.00 0.0030
E5487099 90.00 91.10 0.0220
E5487101 91.10 92.00 0.0070
E5487102 92.00 93.00 0.0070
E5487139 139.00 140.10 0.0040
E5487141 140.10 141.10 1.9200
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Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487142 141.10 142.20 0.3750
E5487143 142.20 143.20 0.4550
E5487144 143.20 143.90 0.6710
E5487145 143.90 145.00 0.0130
E5487146 145.00 146.00 0.0110
E5487147 146.00 147.00 0.0040
E5487148 147.00 147.80 0.0070
E5487149 147.80 148.80 0.0050
E5487151 148.80 149.80 0.0040
E5487152 149.80 150.80 0.0140
E5487153 150.80 151.60 0.0260
E5487154 151.60 152.50 0.0100
E5487155 152.50 154.00 0.0100
E5487156 154.00 155.00 0.0140
E5487157 155.00 155.90 0.0110
E5487158 155.90 156.70 0.0115
E5487159 156.70 158.00 0.0300
E5487161 158.00 159.00 0.0190
E5487162 159.00 160.10 0.0320
E5487163 160.10 161.40 0.0360
E5487164 161.40 162.50 0.0110
E5487165 162.50 163.50 0.0080
E5487166 163.50 165.00 0.0120
E5487167 165.00 166.50 0.0150
E5487168 166.50 168.00 0.0080
E5487169 168.00 169.00 0.0090
E5487171 169.00 170.00 0.4040
E5487172 170.00 171.00 0.0130
E5487173 171.00 172.50 0.0130
E5487174 172.50 174.00 0.0090
E5487175 174.00 175.50 0.0070
E5487176 175.50 177.00 0.0070
E5487177 177.00 178.50 0.0160
E5487178 178.50 180.00 0.0070
E5487179 180.00 181.50 0.0060
E5487181 181.50 183.00 0.0080
E5487182 183.00 184.50 0.0080
E5487183 184.50 186.00 0.0090
E5487184 186.00 187.50 0.0090
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487185 187.50 189.00 0.0140
E5487186 189.00 190.50 0.0070
E5487187 190.50 192.00 0.0070
E5487188 192.00 193.50 0.0140
E5487189 193.50 195.00 0.0080
E5487191 195.00 196.50 0.0050
E5487192 196.50 198.00 0.0080
E5487193 198.00 199.10 0.0060
E5487194 199.10 200.00 0.0030
E5487195 200.00 201.20 0.0100
E5487196 252.00 253.50 0.0110
E5487197 253.50 255.00 0.0090
E5487198 255.00 256.50 0.0040
E5487199 256.50 258.00 0.0170
E5487201 258.00 259.00 0.0090
E5487202 259.00 260.00 0.0040
E5487203 260.00 260.50 0.0360
E5487204 260.50 261.50 0.0040
E5487205 261.50 262.50 0.0070
E5487206 262.50 263.50 0.0100
E5487207 263.50 264.50 0.0060
E5487208 264.50 265.50 0.0075
E5487209 265.50 267.00 0.0060
E5487211 267.00 268.50 0.0200
E5487212 268.50 269.50 0.0090
E5487213 269.50 270.20 0.0120
E5487214 270.20 271.50 1.9800
E5487215 271.50 273.00 0.0560
E5487216 273.00 273.70 0.0770
E5487217 273.70 274.50 0.0370
E5487218 274.50 276.00 0.0090
E5487219 276.00 277.50 0.0210
E5487221 277.50 279.00 0.0150
E5487222 279.00 280.50 0.0065
E5487223 280.50 282.00 0.0080
E5487224 282.00 283.00 0.2080
E5487225 283.00 284.00 0.3410
E5487226 284.00 285.00 0.7920
E5487227 285.00 286.00 0.2560
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487228 286.00 287.00 0.0340
E5487229 287.00 288.00 0.0230
E5487231 288.00 289.00 0.0460
E5487232 289.00 290.00 0.1870
E5487233 290.00 291.00 0.4410
E5487234 291.00 292.30 0.0176
E5487235 292.30 293.80 0.0170
E5487236 293.80 295.00 0.0030
E5487237 350.00 351.00 0.0420
E5487238 351.00 351.80 0.0910
E5487239 351.80 353.20 0.4340
E5487240 353.20 354.50 0.8290
E5487242 354.50 355.50 0.0600
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371985.000000 551485.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-002               DDH

Hislop Township

YES CP468

DECIMAL METRIC

265.00 -50.00

pperlock

Garant

0 472.50

Completed: Jan 30, 2013Start Date: Jan 08, 2013

Entered On: Jan 16, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371985.00 North: Collar Az:

Location: Hislop Township East: 551485.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jan 08, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jan 30, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-50.00

265.00

472.50

0.00

472.50

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar: Duplicate of test @ 42m 42.00 mag field = 5493262.20 262.20-49.00 -49.00EZ Shot OK EZ Shot OK

102.00 mag field = 5569 150.00 mag field = 5611267.80 267.50-49.10 -48.90EZ Shot OK EZ Shot OK

201.00 mag field = 5060 252.00 mag field = 5611; Mag seems OK.  Azi suspected to be off though.267.70 254.20-48.80 -49.90EZ Shot OK EZ Shot DO

300.00 mag field = 5680; Mag may be high trending with last test.  Azi
may be off.

351.00 mag field = 5480259.20 264.50-48.80 -49.80EZ Shot DO EZ Shot OK

399.00 mag field = 5577 456.00 mag field = 5412; Mag a little low.  Azi may be unreliable265.50 253.70-49.10 -49.20EZ Shot OK EZ Shot DO

472.50 mag field = 5496264.90 -48.80 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 21.00 HPO, OVERBURDEN
Casing for 21m.  ~40cm of core recovered.

21.00 79.50 VGO, GABBRO
GABBRO WITH AMPHIBOLE:
Rock is medium to coarse grained and greyish/green in color.  Patchy alterations
include weak epidote, weak hematite and weak leucoxene.  Epidote alteration is
fracture controlled.  Trace amounts of fg dissem PY are present.  ~1% veining,
primarily CAR stringers and veinlets with a few QTZ veinlets.  Rock is hard and
magnetism varying from weak to moderate.

79.50 108.70 VMM, MAFIC VOLCANIC MASSIVE 364115 97.90 99.00 1.10 0.03
364116 99.00 99.70 0.70 0.03
364117 99.70 101.00 1.30 0.07
364118 101.00 102.40 1.40 0.03
364119 102.40 103.00 0.60 0.02

MASSIVE MAFIC VOLCANIC ROCK:
Rock is fine grained/aphanitic and is dark greyish green in color.   Patchy
alterations include weak epidote, strong hematite, weak sericite and weak to
moderate leucoxene.  Epidote alteration is fracture controlled.  Strong pervasive
hematite occurs over ~60cm.  Trace amounts of fg dissem PY are present
throughout.  1-2% CAR strongers and veinlets throughout.  Massive 70cm QTZ
vein with minor amounts of CAR.  Rock is hard with magnetism varying from
weak to strong.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

108.70 132.80 VGO, GABBRO
GABBRO WITH AMPHIBOLE:
Medium to coarse grained with a dark grey greenish color.  Patchy alterations
include moderate epidote, moderate leucoxene and strong hematite.  Trace
amounts of fine grained fracture filling pyrite is present.  Veining includes 2-3%
CAR stringers and veinlets throughout.  Rock is hard and has strong patchy
magnetism.

132.80 149.30 VMM, MAFIC VOLCANIC MASSIVE
MASSIVE MAFIC VOLCANIC ROCK WITH GABBRO INTERVALS:
The interval is ~70% VMM with ~30% VGO.  Rock is fine grained and dark
greyish green in color.  Patchy alterations include weak epidote, weak hematite
and weak leucoxene.  Trace amounts of fine grained fracture filling and
disseminated PY are present.  Veining is primarily made up of CAR stringers and
veinlets with a few QTZ/CAR veinlets.  Percentage of veining increaseses towards
the end of the unit.  Rock is hard and strongly magnetic.

149.30 165.50 VMM, MAFIC VOLCANIC MASSIVE
MASSIVE MAFIC VOLCANIC ROCK:
Rock is fine grained and aphanitic with a dark grey greenish color.  Patchy
alterations include moderate hematite, weak sericite and weak bleaching.
Trace-1% fine grained PY is present overall.  At the beginning of interval PY is
disseminated but becomes more abundant and fracture controlled with depth.
Veining includes 5-8% CAR stringers and veinlets with a small percentage of
QTZ/CAR veinlets.  Rock is hard and strongly magnetic.

165.50 178.60 VMV, MAFIC VOLCANIC VARIOLITIC
VARIOLITIC MAFIC VOLCANIC:
Rock is fine grained/aphanitic with a dark greyish green color.  Patchy alterations
include moderate bleaching, weak sericite and weak hematite.  Overall there is
trace-1% fine grained fracture filling pyrite throughout with a local concentration
of 8-10% fine grained banded PY over ~40cm at the UC.  Veining includes 2-3%
CAR veinlets, stringers and fracture fills.  Small patches of weak foliation
throughout.  Small patches of strong angular to sub-angular clast supported BX.
Rock is hard with a magnetic signature ranging from weak to strong.

178.60 195.30 VMM, MAFIC VOLCANIC MASSIVE
MASSIVE MAFIC VOLCANIC ROCK:
Rock fine grained/aphanitic and is dark grey with a green tint.  Patchy alterations
include weak epidote and weak hematite.  Epidote is fracture controlled.  There
are trace amounts of fracture controled and fracture filling PY present.  ~1%
CAR veinlets and stringers are present ranging from 10-40 deg TCA.  Percentage
of veining decreases with depth in the unit.  Rock is hard and is strongly
magnetic.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

195.30 218.80 VMV, MAFIC VOLCANIC VARIOLITIC 364120 212.00 213.00 1.00 0.01
364121 213.00 214.00 1.00 0.00
364122 214.00 215.00 1.00 0.00
364124 215.00 216.00 1.00 0.00
364125 216.00 216.90 0.90 0.02
364126 216.90 218.00 1.10 0.01
364128 218.00 218.80 0.80 0.00

MAFIC VOLCANIC ROCK WITH VARIOLES:
Rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak epidote, weak hematite and weak bleaching.  Epidote
becomes more fracture controlled toward the end of the interval.  There is
trace-1% fg PY overall with a local concentration of ~2-3% over ~1m..  At the
beginning of the interval the PY is fracture controlled and clustered but becomes
less abundant and fracture filling with depth.  There is ~2-3% veining overall
primarily made up of CAR veinlets and QTZ veinlets with minor amounts of CAR
stringers.  Rock is hard and is moderately to strongly magnetic.

218.80 269.30 VGO, GABBRO 364129 268.30 269.30 1.00 0.00
GABBROIC ROCK WITH AMPHIBOLE:
Rock is medium to coarse grained and is dark grey with a green tint.  Patchy
alterations include weak epidote and weak leucoxene.  The epidote is primarily
fracture controlled but there is also some disseminated.  There are trace
amounts of fg dissem PY throughout.  There is ~2-4% veining throughout,
ranging in size from 1mm-8cm.  Veins are composed of CAR and include veinlets,
stringers and fracture fillings, with minor QTZ veinlets.  Rock is hard and is not
magnetic except for a few strong patches.

269.30 273.20 VMP, VOLCANIC MASSIVE PILLOWED 364130 269.30 270.30 1.00 0.04
364131 270.30 271.00 0.70 0.18
364132 271.00 271.80 0.80 0.03
364133 271.80 273.20 1.40 0.03

PILLOWED MAFIC VOLCANIC FLOW:
Sharp UC @ 50-60 deg TCA.  Rock is fine grained/ aphanitic and is medium to
dark grey.  Silicification is weak and pervasive throughout most of the interval.
Patchy alterations include weak albite and weak epidote.  PY is ~1% overall,
ranging from vf-mg and is clustered or disseminated.  There are also trace
amounts of phyrrotite present.  Veining consists of ~1-2% QTZ veinlets with
minor CAR.  Weak foliation for the first meter, 50-60 deg TCA.  The rock is hard
and is not magnetic except for a few small patches.

273.20 376.20 VMP, VOLCANIC MASSIVE PILLOWED 364134 273.20 274.30 1.10 0.00
364136 345.30 346.30 1.00 0.00
364137 346.30 347.40 1.10 0.00
364138 347.40 348.60 1.20 0.54
364139 348.60 349.60 1.00 0.11
364140 375.00 376.20 1.20 0.01

PILLOWED MAFIC VOLCANIC FLOW:
Rock is fine grained/aphanitic and is dark grey with a greenish tint.  Patchy
alterations include weak to moderate epidote, weak hematite, weak bleaching.
Epidote is the most prominent alteration and is fracture and selvage controlled.
There is trace-1% fg fracture controlled and clustered PY throughout, with a
local concentration of ~1-2% over ~1.5m.  Fg clustered phyrrotite is present for
~30m after the UC.  There is ~1-2% CAR stringers and CAR/QTZ veinlets
present.  The rock is hard and is not magnetic except for a few small strong
patches.
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Sample Number From To Length Au_Gpt_Lab

376.20 397.50 VMP, VOLCANIC MASSIVE PILLOWED 364141 376.20 377.00 0.80 0.02
364142 377.00 378.00 1.00 0.01
364143 378.00 379.00 1.00 0.00
364144 379.00 380.00 1.00 0.01
364146 380.00 381.00 1.00 0.01
364147 381.00 382.00 1.00 0.03
364148 382.00 383.00 1.00 0.01
364149 383.00 384.00 1.00 0.01
364150 384.00 385.00 1.00 0.01
364151 385.00 386.10 1.10 0.02
364152 386.10 387.00 0.90 0.03
364153 387.00 387.80 0.80 0.02
364154 387.80 388.20 0.40 0.00
364155 388.20 389.50 1.30 0.01
364157 389.50 390.20 0.70 0.01
364158 390.20 391.20 1.00 0.01
364159 391.20 392.30 1.10 0.03
364160 392.30 393.10 0.80 0.01
364161 393.10 393.90 0.80 0.01
364162 393.90 394.90 1.00 0.00
364163 394.90 396.00 1.10 0.01
364164 396.00 397.10 1.10 0.01
364165 397.10 397.50 0.40 0.01

BRECCIATED MAFIC PILLOWED FLOW -
Rock is dark green to yellow green.  Aphanitic.  Upper contact defined by
increase in EP alteration with xenoliths.  EP alteration is strong and fracture
controlled and possibly replacing CAR veins with xenolith of wall rock.  ZnS is
present within EP altered CAR veins in large clusters with minor m.g. to f.g. PY.
Brecciation is present due to fracturing of wall rock with CAR veins.  CAR stringer
still present in low concentration with EP altered veins not included in
calculations due to unsure origin.  Rock is soft with patchy strong magnetism
localized with with magnetite around some ZnS growths.

397.50 418.20 VMM, MAFIC VOLCANIC MASSIVE 364166 397.50 398.20 0.70 0.01
364168 398.20 399.20 1.00 0.01
364169 399.20 400.10 0.90 0.08
364170 400.10 401.10 1.00 9.52
364171 401.10 402.10 1.00 0.07
364172 402.10 403.10 1.00 0.22
364173 403.10 404.10 1.00 0.04
364174 404.10 404.90 0.80 0.04
364176 404.90 406.00 1.10 0.02
364177 406.00 406.90 0.90 0.01
364178 406.90 407.70 0.80 0.00
364179 407.70 408.80 1.10 0.01
364180 408.80 409.50 0.70 0.01
364181 409.50 411.00 1.50 0.01
364182 411.00 412.50 1.50 0.01
364183 412.50 414.00 1.50 0.01
364184 414.00 415.50 1.50 0.01
364186 415.50 416.30 0.80 0.01
364187 416.30 417.10 0.80 0.01
364188 417.10 418.20 1.10 0.02

WEAKLY ALTERED AND BRECCIATED MAFIC VOLCANIC FLOW -
Rock is grey with slight olive green tint.  Aphanitic.  Distinct upper contact
marked by alteration change approximately 70-80 degrees TCA.  SER alteration
is semi-pervasive with minor ALB.  HE is fracture filling.  PY is clustered and
fracture filling up to 5% clustered.  CAL veinlets and fractures present in
moderate concentration with intervals of apparent tension fractures.  Minor
interval of weakly FUS altered ultramafic rock near end of interval.  Rock is
moderate to hard with no magnetism.
Entire unit is of interest.
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Hole Number: H13-002                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

418.20 472.50 VMM, MAFIC VOLCANIC MASSIVE 364189 418.20 419.20 1.00 0.01
364190 419.20 420.00 0.80 0.01
364191 420.00 421.50 1.50 0.01
364192 421.50 423.00 1.50 0.01
364193 423.00 424.50 1.50 0.01
364194 424.50 426.00 1.50 0.01
364196 426.00 427.50 1.50 0.10
364197 427.50 428.20 0.70 0.02
364198 428.20 429.00 0.80 0.02
364199 429.00 430.00 1.00 0.03
364200 430.00 431.30 1.30 0.02
364201 431.30 432.30 1.00 0.02
364202 432.30 432.90 0.60 0.08
364203 432.90 433.90 1.00 0.63
364204 433.90 434.70 0.80 0.06
364205 434.70 435.60 0.90 0.02
364206 435.60 437.00 1.40 0.03
364208 437.00 438.00 1.00 0.01
364209 438.00 439.50 1.50 0.02
364210 439.50 440.40 0.90 0.01
364211 440.40 441.50 1.10 0.00
364212 441.50 442.50 1.00 0.01
364213 442.50 444.00 1.50 0.01
364214 444.00 445.00 1.00 0.01
364215 445.00 446.00 1.00 0.01
364216 446.00 447.00 1.00 0.07
364218 447.00 447.50 0.50 0.01
364219 447.50 448.00 0.50 0.00
364220 448.00 449.00 1.00 0.00
364221 449.00 449.60 0.60 0.00
364222 449.60 450.60 1.00 0.03
364223 450.60 451.20 0.60 0.03
364224 451.20 452.70 1.50 0.03
364225 452.70 454.10 1.40 0.13
364226 460.50 461.30 0.80 0.09
364228 461.30 462.20 0.90 5.06
364229 462.20 463.00 0.80 2.28
364230 463.00 464.00 1.00 0.41
364231 464.00 465.00 1.00 1.62
364232 465.00 466.00 1.00 1.67
362536 466.00 467.00 1.00 0.60
362537 467.00 468.00 1.00 0.05
362538 468.00 469.00 1.00 0.07

Rock is fine grained/aphanitic and ranges in color from light grey to dark grey in
color with a green tint.  Patchy alterations include weak to moderate sericite,
weak albite, weak epidote and weak hematite.  The concentration of pyrite
fluctuates between trace to 1% throughout the interval.  The pyrite is fine
grained or blebby and is primarily fracture controlled or fracture filling with some
disseminated regions.  There is ~1-3% veining overall that consists
predominantly of CAR stringers and veinlets with a local concentration of ~5-8%
CAL veinlets over ~6-7m as well as a 60cm CAR veinlet running 0-10 deg TCA
containing ~1-2% fg pyrite.  There are small local patches of brecciation
throughout that are associated with a mixture of sericite and albite alteration.
EOH
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Hole Number: H13-002                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

362539 469.00 470.00 1.00 0.12
362540 470.00 471.00 1.00 4.67
362541 471.00 472.00 1.00 0.66
362542 472.00 472.50 0.50 0.77

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
364115 97.90 99.00 0.0300
364116 99.00 99.70 0.0300
364117 99.70 101.00 0.0660
364118 101.00 102.40 0.0310
364119 102.40 103.00 0.0190
364120 212.00 213.00 0.0070
364121 213.00 214.00 0.0040
364122 214.00 215.00 0.0030
364124 215.00 216.00 0.0030
364125 216.00 216.90 0.0190
364126 216.90 218.00 0.0100
364128 218.00 218.80 0.0020
364129 268.30 269.30 0.0040
364130 269.30 270.30 0.0390
364131 270.30 271.00 0.1820
364132 271.00 271.80 0.0260
364133 271.80 273.20 0.0250
364134 273.20 274.30 0.0040
364136 345.30 346.30 0.0005
364137 346.30 347.40 0.0030
364138 347.40 348.60 0.5440
364139 348.60 349.60 0.1130
364140 375.00 376.20 0.0080
364141 376.20 377.00 0.0150
364142 377.00 378.00 0.0130
364143 378.00 379.00 0.0040
364144 379.00 380.00 0.0050
364146 380.00 381.00 0.0130
364147 381.00 382.00 0.0270
364148 382.00 383.00 0.0060
364149 383.00 384.00 0.0050
364150 384.00 385.00 0.0110
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Hole Number: H13-002                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
364151 385.00 386.10 0.0200
364152 386.10 387.00 0.0267
364153 387.00 387.80 0.0170
364154 387.80 388.20 0.0030
364155 388.20 389.50 0.0050
364157 389.50 390.20 0.0050
364158 390.20 391.20 0.0100
364159 391.20 392.30 0.0290
364160 392.30 393.10 0.0100
364161 393.10 393.90 0.0070
364162 393.90 394.90 0.0040
364163 394.90 396.00 0.0060
364164 396.00 397.10 0.0084
364165 397.10 397.50 0.0050
364166 397.50 398.20 0.0090
364168 398.20 399.20 0.0080
364169 399.20 400.10 0.0770
364170 400.10 401.10 9.5200
364171 401.10 402.10 0.0700
364172 402.10 403.10 0.2240
364173 403.10 404.10 0.0400
364174 404.10 404.90 0.0420
364176 404.90 406.00 0.0165
364177 406.00 406.90 0.0070
364178 406.90 407.70 0.0030
364179 407.70 408.80 0.0080
364180 408.80 409.50 0.0050
364181 409.50 411.00 0.0060
364182 411.00 412.50 0.0110
364183 412.50 414.00 0.0100
364184 414.00 415.50 0.0080
364186 415.50 416.30 0.0080
364187 416.30 417.10 0.0100
364188 417.10 418.20 0.0150
364189 418.20 419.20 0.0064
364190 419.20 420.00 0.0080
364191 420.00 421.50 0.0070
364192 421.50 423.00 0.0090
364193 423.00 424.50 0.0060
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Hole Number: H13-002                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
364194 424.50 426.00 0.0090
364196 426.00 427.50 0.1000
364197 427.50 428.20 0.0230
364198 428.20 429.00 0.0200
364199 429.00 430.00 0.0310
364200 430.00 431.30 0.0180
364201 431.30 432.30 0.0164
364202 432.30 432.90 0.0770
364203 432.90 433.90 0.6300
364204 433.90 434.70 0.0550
364205 434.70 435.60 0.0170
364206 435.60 437.00 0.0320
364208 437.00 438.00 0.0050
364209 438.00 439.50 0.0210
364210 439.50 440.40 0.0050
364211 440.40 441.50 0.0030
364212 441.50 442.50 0.0110
364213 442.50 444.00 0.0090
364214 444.00 445.00 0.0080
364215 445.00 446.00 0.0110
364216 446.00 447.00 0.0720
364218 447.00 447.50 0.0050
364219 447.50 448.00 0.0020
364220 448.00 449.00 0.0010
364221 449.00 449.60 0.0010
364222 449.60 450.60 0.0310
364223 450.60 451.20 0.0290
364224 451.20 452.70 0.0260
364225 452.70 454.10 0.1280
364226 460.50 461.30 0.0910
364228 461.30 462.20 5.0600
364229 462.20 463.00 2.2800
364230 463.00 464.00 0.4080
364231 464.00 465.00 1.6200
364232 465.00 466.00 1.6700
362536 466.00 467.00 0.5950
362537 467.00 468.00 0.0470
362538 468.00 469.00 0.0720
362539 469.00 470.00 0.1230
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Hole Number: H13-002                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
362540 470.00 471.00 4.6700
362541 471.00 472.00 0.6550
362542 472.00 472.50 0.7660
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Page 1 of 1

GRAPHIC SUMMARY REPORT

0

12.00
HPO

12.00

30.00
VMV

30.00

41.60
VMM

41.60

43.00
VMV

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 53719850.000000 551610.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-003               DDH

Hislop Township

YES CP468

DECIMAL METRIC

265.00 -50.00

pperlock

Garant

Bad tests returned.  Drill stopped and changed to H13-003A.

0 43.00

Completed: Feb 06, 2013Start Date: Feb 04, 2013

Entered On: Feb 06, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Hole Number: H13-003                                           Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 53719850.00 North: Collar Az:

Location: Hislop Township East: 551610.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Feb 04, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Feb 06, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-50.00

265.00

43.00

0.00

43.00

Comments: Bad tests returned.  Drill stopped and changed to H13-003A.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar: Duplicate of test @ 30m 30.00 mag field=5568272.60 272.60-48.20 -48.20EZ Shot OK EZ Shot OK

33.00 mag field=5443; Azimuth and Dip inconsistent.  Bad test. 39.00 mag field=5580213.60 269.30-57.10 -46.90EZ Shot EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 12.00 HPO, OVERBURDEN
~12m of casing.  ~2.8m of core recovered - almost entirely solid core that is the
same as following unit.

12.00 30.00 VMV, MAFIC VOLCANIC VARIOLITIC
Rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak epidote and weak bleaching.  There are trace amounts
of vf-fg clustered pyrite present.  Veining includes ~1% CAR stringers and
veinlets.  Rock is hard and non-magnetic.

30.00 41.60 VMM, MAFIC VOLCANIC MASSIVE
Rock is fine grained/aphanitic and is medium grey with a green tint.  Epidote is
weak and patchy and is fracture controlled.  Trace-0.5% fg fracture filling pyrite
is present.  Veining consists of ~1-2% CAR stringers that have been filled with
epidote.  The rock is hard with a magnetic signature that ranges from weak to
moderate.

41.60 43.00 VMV, MAFIC VOLCANIC VARIOLITIC
Rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak epidote and weak bleaching.  There are trace amounts
of vf-fg fracture filling pyrite present.  Veining includes <1% CAR stringers and
veinlets.  Rock is hard and non-magnetic.
EOH
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Page 1 of 1

GRAPHIC SUMMARY REPORT

0

9.00
HPO

9.00

36.50
VMV

36.50

60.00
VMX

60.00

101.70
VMM

101.70

157.20
VMP

157.20

166.80
VMP

166.80

206.70
VGO

206.70

214.30
VMP

214.30

270.00
VMM

270.00

322.40
VMV

322.40

330.70
VMX

330.70

386.00
VGO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371985.000000 551610.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-003A              DDH

Hislop Township

YES CP468

DECIMAL METRIC

265.00 -50.00

pperlock

Garant

VG found at 47.8m

0 386.00

Completed: Feb 15, 2013Start Date: Feb 05, 2013

Entered On: Feb 11, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Hole Number: H13-003A                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371985.00 North: Collar Az:

Location: Hislop Township East: 551610.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Feb 05, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Feb 15, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-50.00

265.00

386.00

0.00

386.00

Comments: VG found at 47.8m

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar; Duplicate of test @ 30m 30.00 mag field=5575; test taken 3 times.  All consistent276.80 276.80-46.70 -46.70EZ Shot OK EZ Shot OK

51.00 mag field=5479 100.00 mag field=5591; Mag OK, but azi inconsistent.  May be unreliable.272.80 263.70-47.00 -47.50EZ Shot OK EZ Shot DO

150.00 mag field=5512 201.00 mag field=5564276.50 276.20-46.10 -46.30EZ Shot OK EZ Shot OK

250.00 mag field=5595 300.00 mag field=5552271.20 275.60-46.20 -46.20EZ Shot OK EZ Shot OK

350.00 mag field=5591 381.00 mag field=5604277.40 274.20-46.40 -47.30EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 9.00 HPO, OVERBURDEN
Casing for ~9m.  Recovered ~1.8m of core.
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Hole Number: H13-003A                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

9.00 36.50 VMV, MAFIC VOLCANIC VARIOLITIC E5489060 9.00 10.50 1.50 0.00
E5489061 10.50 12.00 1.50 0.00
E5489062 12.00 13.50 1.50 0.00
E5489063 13.50 15.00 1.50 0.00
E5489064 15.00 16.50 1.50 0.01
E5489065 16.50 18.00 1.50 0.01
E5489066 18.00 19.50 1.50 0.00
E5489067 19.50 21.00 1.50 0.00
E5489068 21.00 22.50 1.50 0.00
E5489069 22.50 24.00 1.50 0.00
E5489070 24.00 25.50 1.50 0.00
E5489071 25.50 27.00 1.50 0.14
E5489073 27.00 28.50 1.50 0.02
E5489074 28.50 30.00 1.50 0.05
E5489075 30.00 31.00 1.00 0.11
E5489076 31.00 32.00 1.00 0.16
E5489077 32.00 33.00 1.00 0.02
E5489078 33.00 34.00 1.00 0.03
E5489079 34.00 35.00 1.00 0.00
E5489081 35.00 36.50 1.50 0.01

The rockis fine grained/aphanitic and is dark to medium grey with a green tint.
The is not much alteration but patchy alterations include weak epidote, weak
hematite and weak bleaching.  Hematite is fracture controlled over ~ 6m.  There
trace amounts of pyrite upto ~24m where it changes to ~0.5-1% vfg fracture
filling and disseminated pyrite for the rest of the interval.  There is very little
veining before 24m, where an increase can be seen to ~1-2% CAR veinlets and
stringers as well as minor amounts of QTZ veinlets.  Between 24-30m, there are
small patches of weak brecciation, as well as shearing and vein displacement.
The rock is hard and has strong patchymagnetism.
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Hole Number: H13-003A                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

36.50 60.00 VMX, MAFIC BRECCIA E5489082 36.50 37.50 1.00 0.10
E5489083 37.50 38.70 1.20 2.29
E5489084 38.70 39.50 0.80 1.68
E5489085 39.50 40.50 1.00 2.06
E5489086 40.50 40.80 0.30 42.10
E5489087 40.80 41.70 0.90 0.38
E5489088 41.70 43.00 1.30 0.94
E5489089 43.00 44.10 1.10 0.07
E5489091 44.10 45.30 1.20 0.02
E5489092 45.30 45.70 0.40 0.38
E5489093 45.70 46.60 0.90 2.34
E5489094 46.60 47.60 1.00 1.31
E5489095 47.60 48.00 0.40 66.40
E5489096 48.00 49.00 1.00 2.98
E5489097 49.00 50.30 1.30 6.54
E5489098 50.30 51.40 1.10 22.20
E5489099 51.40 52.80 1.40 0.74
E5489101 52.80 54.00 1.20 0.96
E5489102 54.00 55.00 1.00 8.22
E5489103 55.00 55.70 0.70 2.65
E5489104 55.70 56.70 1.00 4.17
E5489105 56.70 57.70 1.00 3.32
E5489106 57.70 59.00 1.30 0.55
E5489107 59.00 60.00 1.00 0.03

36.5-47.6m: There is a section of weak to moderate brecciation and shearing for
~5m.  Alteration is minimal with weak patchy sericite and weak patchy hematite.
There is ~1-2% vf and fg fracture filling and disseminated pyrite throughout
including local concentrations of ~4-5% over 1-2m intervals.  Veining consists of
~2-4% CAR veinlets and fracture fillings with minor amounts of stringers.  Some
brecciation occurs in the veinlets over ~2m.  The rock is hard and is
non-magnetic except for a few small strong patches.
47.6m-LC:  Strong brecciation is found throughout.  There are sections of
pervasive albite alteration as well as patchy and it ranges from moderate to
strong .  Other patchy alterations include weak to moderate sericite and weak to
moderate graphite.  Overall there is ~2-3% vfg disseminated pyrite throughout
including a local concentration of 4-5% over ~3m.  There is ~1% CAR veinlets
and stringers present.  The rock is hard and non-magnetic.
47.8m: One small spec of VG is found in the matrix of the brecciation surrounded
by ~5-6% vfg dissem pyrite.
Entire interval is of interest.

60.00 101.70 VMM, MAFIC VOLCANIC MASSIVE E5489108 60.00 61.50 1.50 0.06
E5489143 100.40 101.70 1.30 0.09Rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy

alterations include moderate to strong hematite, weak epidote, weak sericite,
and weak leucoxene.  Epidote is disseminated at the beginning of the interval but
becomes fracture controlled with depth.  There is trace-0.5 fg fracture filling,
clustered, and disseminated pyrite throughout.  Veining is ~2-4% overall,
primarily consisting of CAR stringers and veinlets with minor amounts of
QTZ/CAR veinlets.  Localized patches of weak to moderate brecciation can be
seen ranging in size from 60cm-3m.   Amygdules can be seen for ~2m before
the LC.  The rock is hard and strongly magnetic.
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Hole Number: H13-003A                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

101.70 157.20 VMP, VOLCANIC MASSIVE PILLOWED E5489144 101.70 103.20 1.50 0.32
E5489145 103.20 104.00 0.80 0.15
E5489146 104.00 105.10 1.10 0.04
E5489147 105.10 106.50 1.40 0.04
E5489148 106.50 108.00 1.50 0.02
E5489159 120.00 120.60 0.60 0.01
E5489161 120.60 121.80 1.20 0.20
E5489162 121.80 123.00 1.20 0.20
E5489163 123.00 124.50 1.50 0.08
E5489164 124.50 126.00 1.50 0.04
E5489173 147.00 148.50 1.50 0.02
E5489174 148.50 150.00 1.50 0.02
E5489175 150.00 151.50 1.50 0.01
E5489176 151.50 153.00 1.50 0.01
E5489177 153.00 154.50 1.50 0.01
E5489178 154.50 156.00 1.50 0.01
E5489179 156.00 157.20 1.20 0.02

Rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak to moderate epidote, moderate hematite, and weak
leucoxene.  There is ~0.5-1% vf-fg clustered and fracture filling pyrite
throughout.  There may be minor amounts of pyrrhotite located in a few
selvages.  Veining consists of ~1-2% CAR veinlets and stringers with very minor
amounts of QTZ/CAR veinlets.  Localized patches of weak to moderate
brecciation are present ranging in size from 60cm-2m.  Small patches of
variolites are present ~1m.  The rock is hard and has magnetism that ranges
from strong to weak with depth.

157.20 166.80 VMP, VOLCANIC MASSIVE PILLOWED E5489181 157.20 158.40 1.20 0.25
E5489182 158.40 159.30 0.90 0.06
E5489183 159.30 160.20 0.90 0.06
E5489184 160.20 161.40 1.20 2.01
E5489185 161.40 162.80 1.40 0.47
E5489186 162.80 163.80 1.00 0.06
E5489187 163.80 164.80 1.00 0.03
E5489188 164.80 165.20 0.40 0.03
E5489189 165.20 166.00 0.80 1.18
E5489191 166.00 166.80 0.80 0.03

Rock is dark grey with a green tint.  Patchy alterations include weak hematite,
weak sericite, and weak to moderate leucoxene.  There is ~2-3% vf-fg pyrite
throughout.  Pyrite is mostly clustered with some fracture filling and some
disseminated. Veining includes 2-3% QTZ/CAL veinlets, CAL veinlets, as well as
CAR veinlets and stringers.  Patches of strong brecciation ranging in size from
~1-2m.

166.80 206.70 VGO, GABBRO E5489192 166.80 168.00 1.20 0.02
E5489193 168.00 169.50 1.50 0.07
E5489194 169.50 171.00 1.50 0.17
E5489195 171.00 172.50 1.50 0.01
E5489196 172.50 173.70 1.20 0.00
E5489197 173.70 174.50 0.80 0.08
E5489198 174.50 175.50 1.00 0.01
E5489199 175.50 177.00 1.50 0.00
E5489201 203.10 204.00 0.90 0.00
E5489202 204.00 205.50 1.50 0.01
E5489203 205.50 206.70 1.20 0.01

Rock is fine to medium grained and is dark grey in color with a green tint.
Patchy alterations include weak epidote, weak leucoxene and moderate hematite.
Epidote is fracture controlled.  There is trace-0.5% vf-fg fracture filling and
disseminated pyrite throughout.  Veining consists of ~1-2% CAR veinlets and
stringers.  Small patch (~60cm) of moderate to strong brecciation.
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Hole Number: H13-003A                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

206.70 214.30 VMP, VOLCANIC MASSIVE PILLOWED E5489204 206.70 207.50 0.80 0.03
E5489205 207.50 208.30 0.80 0.09
E5489206 208.30 209.30 1.00 0.07
E5489207 209.30 210.30 1.00 0.04
E5489208 210.30 211.20 0.90 0.15
E5489209 211.20 211.90 0.70 0.03
E5489211 211.90 212.70 0.80 0.01
E5489212 212.70 213.50 0.80 0.01
E5489213 213.50 214.30 0.80 0.02

BRECCIATED PILLOWED MAFIC VOLCANIC WITH VARIOLES AND AMYGDULES:
The rock fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include moderate to strong epidote and weak bleaching.  The epidote
has mostly altered the brecciated clasts.  There is ~1-2% fg fracture filling and
clustered pyrite throughout, mostly located in the brecciation.  Trace amounts of
sphalerite are also present.  Veining consists of <1% CAR stringers, veinlets and
fracture fillings.  Amygdules filled with pyrite can be seen for ~1.5m after the
UC.  Both pillows and varioles can be seen throughout.  Patches of strong
brecciation ranging in size from 5-30cm can be found throughout.  The rock is
hard and non-magnetic.

214.30 270.00 VMM, MAFIC VOLCANIC MASSIVE E5489214 214.30 215.00 0.70 0.01
E5489215 215.00 216.50 1.50 0.04
E5489216 216.50 217.50 1.00 0.04
E5489217 217.50 218.50 1.00 0.04

Rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak epidote, weak hematite and weak to moderate
leucoxene.  There are intervals where leucoxene is semi-pervasive to pervasive.
Trace amounts of fracture filling, clustered and disseminated pyrite are present.
There is also a local concentration of ~0.5-1% pyrite and trace CPY over ~2m
associated with brecciated CAR veinlets.  Veining includes 2-3% CAR stringers,
fracture fillings and veinlets as well as very minor amounts of QTZ veinlets and
CAL veinlets.  The rock is hard and strongly magnetic.

270.00 322.40 VMV, MAFIC VOLCANIC VARIOLITIC E5489218 270.00 271.50 1.50 0.01
E5489219 271.50 273.00 1.50 0.02
E5489221 273.00 274.50 1.50 0.02
E5489222 274.50 276.00 1.50 0.01
E5489223 276.00 277.00 1.00 0.01
E5489224 277.00 278.30 1.30 0.06
E5489225 278.30 279.80 1.50 6.02
E5489226 279.80 281.20 1.40 1.51
E5489227 281.20 282.00 0.80 0.38
E5489228 282.00 282.90 0.90 1.02
E5489229 282.90 283.90 1.00 0.18
E5489231 283.90 284.90 1.00 0.68
E5489232 284.90 286.00 1.10 0.03
E5489233 286.00 287.00 1.00 0.03
E5489234 287.00 288.00 1.00 0.03
E5489235 288.00 289.50 1.50 0.02
E5489236 289.50 291.00 1.50 0.02
E5489237 291.00 292.50 1.50 0.01
E5489238 292.50 294.00 1.50 0.01
E5489239 294.00 295.50 1.50 0.01
E5489240 295.50 296.60 1.10 0.02
E5489241 296.60 297.70 1.10 0.01
E5489243 297.70 298.70 1.00 0.01
E5489244 298.70 300.00 1.30 0.01

Rock is fine grained/aphanitic and is dark grey in color with a green tint.  Patchy
alterations include weak to strong epidote, weak to strong hematite, weak
leucoxene, weak sericite and weak bleaching.  Trace amounts of specular
hematite are present.  Trace-0.5% vf-fg clustered, fracture filling and
disseminated pyrite can be found throughout, including a local concentration of
~4-5% over 1m..  Trace amounts of sphalerite are also present.  Veining
consists of ~2-3% CAR brecciated veinlets, veinlets, stringers and fracture fillings
up to ~280m.  Following 280m, the concentration drops to ~1% CAR stringers,
veinlets and fracture fillings.  Minor amounts of QTZ and CAL veinlets can be
found throughout as well.  The rock is hard and strongly magnetic.
Patches of moderate to strong BX can be seen throughout ranging in size from
5cm-4m.  After ~287m, strong patches of BX are present, ~5-10cm in size,
associated with moderate to strong epidote, and vfg clustered pyrite filling in
between the clasts.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

322.40 330.70 VMX, MAFIC BRECCIA
Rock is fine grained/aphanitic and has intervals of light green and medium gray.
There are patches of moderate pervasive albite (30cm-1m).  Weak patchy
sericite is also present.  There is ~0.5-1% vf-fg pyrite throughout, including local
concentrations of ~5-7% fg clustered pyrite over 60cm and 1m.  Veining consists
of ~1% CAR or CAL veinlets, stringers and fracture fillings.  Moderate to strong
brecciation is present throughout the interval.  The rock is hard and
non-magnetic.

330.70 386.00 VGO, GABBRO
Rock is medium grained and is dark grey in color with a green tint.  Patchy
alterations include weak to moderate epidote, weak to moderate leucoxene and
moderate hematite.  Epidote is primarily fracture controlled.  Leucoxene is weak
to moderate and is semi-pervasive throughout most of the interval. Trace
amounts of vf-fg fracture controlled and disseminate pyrite are present
throughout.  There is ~2-3% veining throughout including QTZ/CAL veins and
veinlets, CAL veinlets, and CAR veinlets, stringers and fracture fillings.  The rock
is hard and magnetism ranges from weak to strong.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489060 9.00 10.50 0.0030
E5489061 10.50 12.00 0.0020
E5489062 12.00 13.50 0.0030
E5489063 13.50 15.00 0.0020
E5489064 15.00 16.50 0.0060
E5489065 16.50 18.00 0.0100
E5489066 18.00 19.50 0.0030
E5489067 19.50 21.00 0.0040
E5489068 21.00 22.50 0.0020
E5489069 22.50 24.00 0.0020
E5489070 24.00 25.50 0.0040
E5489071 25.50 27.00 0.1390
E5489073 27.00 28.50 0.0200
E5489074 28.50 30.00 0.0530
E5489075 30.00 31.00 0.1100
E5489076 31.00 32.00 0.1620
E5489077 32.00 33.00 0.0150
E5489078 33.00 34.00 0.0320
E5489079 34.00 35.00 0.0020
E5489081 35.00 36.50 0.0070
E5489082 36.50 37.50 0.1020
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489083 37.50 38.70 2.2900
E5489084 38.70 39.50 1.6800
E5489085 39.50 40.50 2.0600
E5489086 40.50 40.80 42.1000
E5489087 40.80 41.70 0.3760
E5489088 41.70 43.00 0.9430
E5489089 43.00 44.10 0.0720
E5489091 44.10 45.30 0.0210
E5489092 45.30 45.70 0.3800
E5489093 45.70 46.60 2.3350
E5489094 46.60 47.60 1.3050
E5489095 47.60 48.00 66.4000
E5489096 48.00 49.00 2.9800
E5489097 49.00 50.30 6.5400
E5489098 50.30 51.40 22.2000
E5489099 51.40 52.80 0.7390
E5489101 52.80 54.00 0.9600
E5489102 54.00 55.00 8.2200
E5489103 55.00 55.70 2.6500
E5489104 55.70 56.70 4.1700
E5489105 56.70 57.70 3.3200
E5489106 57.70 59.00 0.5525
E5489107 59.00 60.00 0.0270
E5489108 60.00 61.50 0.0550
E5489143 100.40 101.70 0.0855
E5489144 101.70 103.20 0.3150
E5489145 103.20 104.00 0.1530
E5489146 104.00 105.10 0.0410
E5489147 105.10 106.50 0.0440
E5489148 106.50 108.00 0.0150
E5489159 120.00 120.60 0.0120
E5489161 120.60 121.80 0.2040
E5489162 121.80 123.00 0.2040
E5489163 123.00 124.50 0.0830
E5489164 124.50 126.00 0.0380
E5489173 147.00 148.50 0.0185
E5489174 148.50 150.00 0.0150
E5489175 150.00 151.50 0.0080
E5489176 151.50 153.00 0.0100
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489177 153.00 154.50 0.0070
E5489178 154.50 156.00 0.0140
E5489179 156.00 157.20 0.0160
E5489181 157.20 158.40 0.2490
E5489182 158.40 159.30 0.0600
E5489183 159.30 160.20 0.0610
E5489184 160.20 161.40 2.0100
E5489185 161.40 162.80 0.4720
E5489186 162.80 163.80 0.0590
E5489187 163.80 164.80 0.0300
E5489188 164.80 165.20 0.0250
E5489189 165.20 166.00 1.1800
E5489191 166.00 166.80 0.0260
E5489192 166.80 168.00 0.0160
E5489193 168.00 169.50 0.0730
E5489194 169.50 171.00 0.1690
E5489195 171.00 172.50 0.0050
E5489196 172.50 173.70 0.0030
E5489197 173.70 174.50 0.0770
E5489198 174.50 175.50 0.0110
E5489199 175.50 177.00 0.0020
E5489201 203.10 204.00 0.0030
E5489202 204.00 205.50 0.0050
E5489203 205.50 206.70 0.0110
E5489204 206.70 207.50 0.0290
E5489205 207.50 208.30 0.0910
E5489206 208.30 209.30 0.0660
E5489207 209.30 210.30 0.0390
E5489208 210.30 211.20 0.1490
E5489209 211.20 211.90 0.0270
E5489211 211.90 212.70 0.0100
E5489212 212.70 213.50 0.0130
E5489213 213.50 214.30 0.0150
E5489214 214.30 215.00 0.0100
E5489215 215.00 216.50 0.0400
E5489216 216.50 217.50 0.0370
E5489217 217.50 218.50 0.0420
E5489218 270.00 271.50 0.0050
E5489219 271.50 273.00 0.0190
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489221 273.00 274.50 0.0160
E5489222 274.50 276.00 0.0120
E5489223 276.00 277.00 0.0110
E5489224 277.00 278.30 0.0640
E5489225 278.30 279.80 6.0200
E5489226 279.80 281.20 1.5100
E5489227 281.20 282.00 0.3750
E5489228 282.00 282.90 1.0200
E5489229 282.90 283.90 0.1750
E5489231 283.90 284.90 0.6770
E5489232 284.90 286.00 0.0330
E5489233 286.00 287.00 0.0310
E5489234 287.00 288.00 0.0280
E5489235 288.00 289.50 0.0163
E5489236 289.50 291.00 0.0180
E5489237 291.00 292.50 0.0130
E5489238 292.50 294.00 0.0110
E5489239 294.00 295.50 0.0100
E5489240 295.50 296.60 0.0210
E5489241 296.60 297.70 0.0060
E5489243 297.70 298.70 0.0140
E5489244 298.70 300.00 0.0130
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371885.000000 551360.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-004               DDH

Hislop Township

YES CP468

DECIMAL METRIC

265.00 -50.00

bhua

Garant

0 492.40

Completed: Feb 16, 2013Start Date: Feb 05, 2013

Entered On: Feb 13, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371885.00 North: Collar Az:

Location: Hislop Township East: 551360.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Feb 05, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Feb 16, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-50.00

265.00

492.40

0.00

492.40

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar; Duplicate of test @ 30m 30.00 mag field = 5649265.00 264.50-50.00 -49.10EZ Shot OK EZ Shot OK

90.00 mag field = 5606 150.00 mag field = 5576270.30 269.10-47.40 -47.60EZ Shot OK EZ Shot OK

201.00 mag field = 5611 252.00 mag field = 5582269.20 271.20-46.90 -47.10EZ Shot OK EZ Shot OK

300.00 mag field = 5415; Mag a little low, but azi on track. 351.00 mag field = 5562269.90 269.60-47.30 -47.70EZ Shot OK EZ Shot OK

405.00 mag field = 5555 450.00 mag field = 5521273.20 274.80-47.30 -46.70EZ Shot OK EZ Shot OK

492.00 mag field = 5516274.40 -46.40 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 12.00 HPO, OVERBURDEN
OVERBURDEN -
12m of casing used.  2.2m of VMM recovered.

12.00 25.90 VMM, MAFIC VOLCANIC MASSIVE E5491084 12.00 13.50 1.50 0.01
E5491085 13.50 15.00 1.50 0.01
E5491086 15.00 16.40 1.40 0.01
E5491087 16.40 17.70 1.30 0.00
E5491088 17.70 19.00 1.30 0.00
E5491090 19.00 20.00 1.00 0.01
E5491091 20.00 21.00 1.00 0.01
E5491092 21.00 22.00 1.00 0.01
E5491093 22.00 23.00 1.00 0.01
E5491094 23.00 23.90 0.90 0.01
E5491095 23.90 24.90 1.00 0.01
E5491096 24.90 25.90 1.00 0.01

MAFIC VOLCANIC ROCK -
Rock is dark green to grey.  Fine grained.  Specular HE is disseminated and
fracture filling.  Pervasively bleached interval in middle of unit.  Minor presence of
clustered PY within bleached interval.  Low concentration of CAR fracture fillings
and veinlets.  Rock is soft with no magnetism.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

25.90 79.30 VMV, MAFIC VOLCANIC VARIOLITIC E5491097 25.90 26.50 0.60 0.01
E5491098 26.50 27.30 0.80 0.01
E5491100 27.30 28.30 1.00 0.01
E5491101 28.30 29.50 1.20 0.06
E5491102 29.50 30.80 1.30 0.00
E5491103 30.80 32.00 1.20 0.00
E5491104 32.00 33.00 1.00 0.00
E5491105 33.00 33.80 0.80 0.14
E5491107 33.80 34.70 0.90 0.01
E5491108 34.70 36.00 1.30 0.01
E5491109 36.00 36.80 0.80 0.02
E5491110 36.80 38.00 1.20 0.01
E5491111 38.00 38.80 0.80 0.69
E5491112 38.80 40.00 1.20 0.01
E5491113 40.00 41.00 1.00 0.01
E5491114 41.00 42.00 1.00 0.03
E5491115 42.00 43.00 1.00 0.07
E5491116 43.00 44.00 1.00 0.00
E5491117 44.00 45.00 1.00 0.00
E5491119 45.00 46.00 1.00 0.05
E5491120 46.00 47.00 1.00 0.83
E5491121 47.00 48.00 1.00 0.05
E5491122 48.00 49.00 1.00 0.02
E5491123 49.00 50.00 1.00 0.01
E5491124 50.00 51.00 1.00 0.01
E5491125 51.00 52.00 1.00 0.01
E5491126 52.00 53.00 1.00 0.58
E5491127 53.00 54.00 1.00 0.01
E5491128 54.00 55.00 1.00 0.01
E5491130 55.00 56.00 1.00 0.01
E5491131 56.00 57.30 1.30 0.05
E5491132 57.30 58.10 0.80 2.81
E5491133 58.10 59.00 0.90 0.14
E5491134 59.00 60.00 1.00 0.31
E5491135 60.00 61.00 1.00 0.01
E5491136 61.00 62.10 1.10 0.30
E5491137 62.10 63.20 1.10 2.00
E5491139 63.20 64.20 1.00 0.58
E5491140 64.20 65.20 1.00 0.60
E5491141 65.20 66.10 0.90 7.61
E5491142 66.10 67.10 1.00 0.03
E5491143 67.10 68.10 1.00 0.29
E5491144 68.10 69.00 0.90 0.01

BRECCIATED MAFIC VARIOLITIC FLOW -
Rock is aphanitic to fine grained with angular clasts up to 3mm in diameter.
Indistinct upper contact.  HE and BLE are the dominant alteration types, but
varying intensities of HE.  HE becomes present in patchy intervals in lower third
of interval.  PY is blebby and clustered, with minor CPY visible.  PY can be
concentrated up to 3% over 0.8m interval.  CAR veinlets and fracture fillings
present throughout with some larger brecciated CAR veins all broken out in table.
Rock is soft with no magnetism.
Intervals of interest:
33-33.8: 2% vein controlled and clustered f.g. PY.
57.3-58.1: 3% blebby and disseminated f.g. PY local to CAR vein.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5491145 69.00 70.00 1.00 0.01
E5491146 70.00 71.00 1.00 0.01
E5491147 71.00 72.20 1.20 0.10
E5491149 72.20 73.10 0.90 0.06
E5491150 73.10 73.90 0.80 0.01
E5491151 73.90 75.00 1.10 1.62
E5491152 75.00 76.20 1.20 0.09
E5491153 76.20 77.40 1.20 0.04
E5491154 77.40 78.30 0.90 0.01
E5491155 78.30 79.30 1.00 0.01

79.30 120.50 VMM, MAFIC VOLCANIC MASSIVE E5491156 79.30 80.30 1.00 0.04
E5491157 115.30 116.40 1.10 0.01
E5491159 116.40 117.40 1.00 0.01
E5491160 117.40 118.40 1.00 0.00
E5491161 118.40 119.60 1.20 0.00
E5491162 119.60 120.50 0.90 0.00

MASSIVE MAFIC VOLCANIC FLOW -
Rock is green to pale green.  fine grained with recrystalized amphibole.  Upper
contact marked by lack of brecciation and change in texture.  Weak fracture
filling HE alteration is sparsely present with minor LCX disseminated throughout.
CHL is present throughout with increase in SER with depth in the unit.  Trace
amounts of PY throughout.  Veining and deformation increases in the lower half
of the unit.  CAR veinlets and fracture fillings present at low angles TCA.  Rock is
soft with no magnetism.

120.50 132.60 VMM, MAFIC VOLCANIC MASSIVE E5491163 120.50 121.80 1.30 0.01
E5491164 121.80 122.60 0.80 0.06
E5491165 122.60 123.70 1.10 0.01
E5491166 123.70 124.70 1.00 0.01
E5491167 124.70 125.70 1.00 0.03
E5491169 125.70 126.90 1.20 0.04
E5491170 126.90 128.00 1.10 0.23
E5491171 128.00 128.90 0.90 0.11
E5491172 128.90 129.60 0.70 0.79
E5491173 129.60 130.50 0.90 0.09
E5491174 130.50 131.10 0.60 1.10
E5491175 131.10 131.70 0.60 0.17
E5491176 131.70 132.60 0.90 0.02

SERICITE ALTERED AND DEFORMED MAFIC VOLCANIC ROCK -
Rock is pale green to yellowish green.  Aphanitic to fine grained.  Upper contact
marked by sharp contact with SER alteration approximately 20-30 degrees TCA.
Moderate to strong fracture controlled SER alteration throughout.  Increase in EP
and SIL towards the contact with the VUO.  Trace amounts of PY throughout.
Minor Syenites and Mafic Tuffs present towards the VUO contact.  CAR veinlets
and fracture fillings present throughout at various angles.  Rock is soft with no
magnetism.

132.60 167.00 VUO, ULTRAMAFIC VOLCANIC E5491177 132.60 133.90 1.30 0.02
E5491179 133.90 135.00 1.10 0.01
E5491180 145.20 146.30 1.10 0.00
E5491181 146.30 147.30 1.00 0.30
E5491182 147.30 148.00 0.70 0.32
E5491183 148.00 149.10 1.10 0.20
E5491184 149.10 150.20 1.10 0.23
E5491185 150.20 151.20 1.00 0.01

ULTRAMAFIC ROCK - •Rock is dark grey to black.  Aphanitic.  Distinct upper
contact 70-80 degrees TCA beneath tuff.  Pervasive CHL and TAL alteration in
VUO.  Minor lamprophyre intersects unit with strong biotite presence.  Also
presence of tuff in middle of unit.  Trace amounts of PY throughout majority of
rock with minor interval of up to 4% fine grained disseminated PY.  CAR fracture
fillings present in moderate concentration at all angles.  Fault present with no
angle identified.  Rock is very soft with patchy moderate magnetism.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

167.00 173.30 LLO, LAMPROPHYRE
BIOTITIC LAMPROPHYRE -
Rock is black with slight brown tint.  Coarse grained biotite present.  Distinct
upper contact 80 degrees TCA.  No significant alteration.  no pyrite visible.  Low
concentration of CAR fracture fillings.  Rock is very soft with no magnetism.

173.30 179.40 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC ROCK - •Rock is dark grey to black.  Aphanitic.  Distinct upper
contact non-linear and approximately 60-80 degrees TCA.  Pervasive CHL and
TAL alteration in VUO.  Trace amounts of PY.  CAR fracture fillings present in
moderate concentration at all angles.  Rock is very soft with patchy moderate
magnetism.

179.40 182.20 LLO, LAMPROPHYRE
BIOTITIC LAMPROPHYRE -
Rock is black with slight brown tint.  Coarse grained biotite present.  Distinct
upper contact 80 degrees TCA.  No significant alteration.  no pyrite visible.  Low
concentration of CAR fracture fillings.  Rock is very soft with no magnetism.

182.20 195.60 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC ROCK - •Rock is dark grey to black.  Aphanitic.  Distinct upper
contact non-linear and approximately 70-80 degrees TCA.  Pervasive CHL and
TAL alteration in VUO.  Trace amounts of PY.  CAR fracture fillings present in
moderate concentration at all angles.  Minor lamprophyre also present.  Rock is
very soft with patchy moderate magnetism.

195.60 210.00 VMT, MAFIC VOLCANIC TUFFACEOUS
MAFIC TUFF -
Rock is dark brown to burgundy.  Aphanitic to fine grained matrix with polymictic
clasts sporadically spaced.  Distinct upper contact 40-50 degrees TCA.  Very
weakly altered with possible HE within matrix.  Trace amounts of PY.  Low
concentration of CAR fracture fillings and veinlets throughout.  Rock is moderate
to hard with moderate magnetism.

210.00 268.30 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC ROCK - •Rock is dark grey to black.  Aphanitic.  Distinct upper
contact non-linear and approximately50-70 degrees TCA.  Pervasive CHL and
TAL alteration in VUO.  Trace amounts of PY except minor interval of very fine
disseminated PY near top of unit.  CAR fracture fillings present in moderate
concentration at all angles.  Minor intervals of Mafic Tuffs and intrusive rocks.
Fault present at end of unit.  Rock is very soft with patchy moderate magnetism.

268.30 282.40 VGB, BIOTITIC GABBRO E5491186 281.40 282.40 1.00 0.00
BIOTITIC GABBRO OR DIABASE -
Rock is dark green.  Coarse grained amphibole.  Upper contact at fault boundary.
No distinct alteration either fracture controlled or pervasive potentially pointing
towards diabase.  Coarse grained pyrite can be seen sporadically spaced.  Very
infrequent CAR fracture fillings/stringers present.  Rock is soft with no
magnetism.
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Sample Number From To Length Au_Gpt_Lab

282.40 292.00 VMM, MAFIC VOLCANIC MASSIVE E5491187 282.40 283.70 1.30 0.03
E5491188 283.70 285.00 1.30 0.00
E5491190 285.00 286.10 1.10 0.01
E5491191 286.10 287.20 1.10 0.00
E5491192 287.20 288.30 1.10 0.01
E5491193 288.30 289.30 1.00 0.00
E5491194 289.30 290.40 1.10 0.00
E5491195 290.40 291.20 0.80 0.00
E5491196 291.20 292.00 0.80 0.00

HEMATIZED MAFIC VOLCANIC ROCK -
Rock is dark red to burgundy with CAR veinlets throughout.  Fine grained.
Distinct upper contact 30 degrees TCA.  Moderate to strong HE alteration
throughout rock with specular HE localized around and within CAR veining.
Trace amounts of PY.  High concentration of CAR/QZ veins cross cutting unit at
all angles.  Rock is moderate with patchy magnetism.

292.00 324.40 VUO, ULTRAMAFIC VOLCANIC E5491197 292.00 293.00 1.00 0.01
ULTRAMAFIC ROCK - •Rock is dark grey to black.  Aphanitic.  Distinct upper
contact approximately 70-80 degrees TCA.  Pervasive CHL and TAL alteration in
VUO.  Trace amounts of PY.  CAR fracture fillings present in moderate
concentration at all angles.  Minor intervals of mafic tuffs present.  Rock is very
soft with patchy moderate magnetism.

324.40 358.00 VUX, Ultramafic Breccia
BRECCIATED ULTRAMAFIC ROCK -
Rock is grey with green tint.  Aphanitic matrix with angular clasts up to 5cm in
diameter.  Distinct upper contact marked by contact with mafic tuff at 30
degrees TCA.  Pervasive CHL alteration present within ultramafic rock with minor
intervals of SER localized around syenite and mafic contacts.  Trace amounts of
PY present.  CAR fracture fillings and veinlets present throughout at various
angles.  Mafic tuffs become more prominent at depth within the unit.  Rock is
very soft with no magnetism.

358.00 393.30 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC ROCK - •Rock is dark grey to black.  Aphanitic.  Distinct upper
contact approximately 90 degrees TCA marked by unconformity around vein.
Pervasive CHL and TAL alteration in VUO.  Trace amounts of PY.  CAR fracture
fillings present in moderate concentration at all angles, but following foliation
near top of unit.  Foliation is present at 60 degrees TCA near top of unit.  Minor
mafic tuffs and lamprophyre present in unit.  Rock is very soft with patchy
moderate magnetism.

393.30 401.40 VMT, MAFIC VOLCANIC TUFFACEOUS
MAFIC VOLCANIC TUFF -
Rock is burgundy.  Aphanitic to fine grained with mm scale lapilli.  Distinct upper
contact 40-50 degrees TCA.  Weak patchy HE alteration within the matrix.  Trace
amounts of PY present.  Weak/low concentration of CAR fracture fillings
throughout.  Rock is moderate with patchy magnetism.

401.40 410.40 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC ROCK - •Rock is dark grey to black.  Aphanitic.  Distinct upper
contact approximately 90 degrees TCA marked by unconformity around vein.
Pervasive CHL and TAL alteration in VUO.  Trace amounts of PY.  CAR fracture
fillings present in moderate concentration at all angles, but following foliation
near top of unit.  Foliation is present at 70 degrees TCA near top of unit.  Minor
mafic tuffs interfingered within unit.  Rock is very soft with patchy moderate
magnetism.
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410.40 416.40 VMT, MAFIC VOLCANIC TUFFACEOUS E5491198 415.20 416.40 1.20 0.01
MAFIC VOLCANIC TUFF -
Rock is burgundy.  Aphanitic to fine grained with mm scale lapilli.  Distinct upper
contact 25-40 degrees TCA.  Weak patchy HE alteration within the matrix.  Trace
amounts of PY present.  Moderate concentration of CAR fracture fillings and
veinlets between 20-50 degrees TCA.  Gradational bleaching towards lower
contact.  Rock is moderate with patchy magnetism.

416.40 418.40 ACG, GREEN CARBONATE ALTERED ROCK E5491199 416.40 417.40 1.00 0.01
E5491201 417.40 418.40 1.00 0.02FUCHSITE ALTERED ULTRAMAFIC GREEN CARBONATE -

Rock is emerald green.  Aphanitic.  Distinct upper contact 70 degrees TCA.
Strong FUS alteration present throughout around CAR fracture fillings.  PY is
present in low concentration as finely disseminated grains.  CAR fracture fillings
present in low concentration.  Rock is soft with no magnetism.
Entire unit is of interest.

418.40 492.40 IPO, FELSIC PORPYRITIC INTRUSIVE E5491202 418.40 419.50 1.10 0.02
E5491203 419.50 420.50 1.00 0.00
E5491204 420.50 421.50 1.00 0.00
E5491205 421.50 422.00 0.50 0.04
E5491206 422.00 423.30 1.30 0.01
E5491207 423.30 424.00 0.70 0.01
E5491209 424.00 424.80 0.80 0.01
E5491210 424.80 426.00 1.20 0.02
E5491211 426.00 426.60 0.60 0.03
E5491212 426.60 427.70 1.10 0.31
E5491213 427.70 429.20 1.50 0.05
E5491214 429.20 429.70 0.50 0.01
E5491215 429.70 430.10 0.40 0.02
E5491217 430.10 430.90 0.80 0.02
E5491218 430.90 432.00 1.10 0.01

FELSIC INTRUSIVE ROCK -
Rock is white with grains of muscovite throughout majority of rock.  Coarse
grained.  Distinct upper contact 80 degrees TCA.  Rock is a mixture of muscovite,
carbonate/feldspar and quartz.  No distinct alteration.  Large QZ vein in middle of
unit.  Sulphides not visible.  Rock is hard with no magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491084 12.00 13.50 0.0070
E5491085 13.50 15.00 0.0140
E5491086 15.00 16.40 0.0080
E5491087 16.40 17.70 0.0040
E5491088 17.70 19.00 0.0030
E5491090 19.00 20.00 0.0050
E5491091 20.00 21.00 0.0080
E5491092 21.00 22.00 0.0120
E5491093 22.00 23.00 0.0120
E5491094 23.00 23.90 0.0060
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E5491095 23.90 24.90 0.0090
E5491096 24.90 25.90 0.0060
E5491097 25.90 26.50 0.0090
E5491098 26.50 27.30 0.0050
E5491100 27.30 28.30 0.0100
E5491101 28.30 29.50 0.0600
E5491102 29.50 30.80 0.0030
E5491103 30.80 32.00 0.0040
E5491104 32.00 33.00 0.0005
E5491105 33.00 33.80 0.1380
E5491107 33.80 34.70 0.0120
E5491108 34.70 36.00 0.0120
E5491109 36.00 36.80 0.0243
E5491110 36.80 38.00 0.0130
E5491111 38.00 38.80 0.6940
E5491112 38.80 40.00 0.0130
E5491113 40.00 41.00 0.0140
E5491114 41.00 42.00 0.0290
E5491115 42.00 43.00 0.0740
E5491116 43.00 44.00 0.0040
E5491117 44.00 45.00 0.0020
E5491119 45.00 46.00 0.0450
E5491120 46.00 47.00 0.8300
E5491121 47.00 48.00 0.0490
E5491122 48.00 49.00 0.0230
E5491123 49.00 50.00 0.0080
E5491124 50.00 51.00 0.0080
E5491125 51.00 52.00 0.0050
E5491126 52.00 53.00 0.5760
E5491127 53.00 54.00 0.0060
E5491128 54.00 55.00 0.0120
E5491130 55.00 56.00 0.0130
E5491131 56.00 57.30 0.0450
E5491132 57.30 58.10 2.8100
E5491133 58.10 59.00 0.1370
E5491134 59.00 60.00 0.3125
E5491135 60.00 61.00 0.0090
E5491136 61.00 62.10 0.3000
E5491137 62.10 63.20 2.0000
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Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491139 63.20 64.20 0.5830
E5491140 64.20 65.20 0.6000
E5491141 65.20 66.10 7.6100
E5491142 66.10 67.10 0.0280
E5491143 67.10 68.10 0.2930
E5491144 68.10 69.00 0.0110
E5491145 69.00 70.00 0.0140
E5491146 70.00 71.00 0.0085
E5491147 71.00 72.20 0.0980
E5491149 72.20 73.10 0.0640
E5491150 73.10 73.90 0.0120
E5491151 73.90 75.00 1.6200
E5491152 75.00 76.20 0.0890
E5491153 76.20 77.40 0.0400
E5491154 77.40 78.30 0.0080
E5491155 78.30 79.30 0.0130
E5491156 79.30 80.30 0.0400
E5491157 115.30 116.40 0.0070
E5491159 116.40 117.40 0.0100
E5491160 117.40 118.40 0.0040
E5491161 118.40 119.60 0.0020
E5491162 119.60 120.50 0.0040
E5491163 120.50 121.80 0.0100
E5491164 121.80 122.60 0.0550
E5491165 122.60 123.70 0.0110
E5491166 123.70 124.70 0.0070
E5491167 124.70 125.70 0.0260
E5491169 125.70 126.90 0.0410
E5491170 126.90 128.00 0.2340
E5491171 128.00 128.90 0.1130
E5491172 128.90 129.60 0.7860
E5491173 129.60 130.50 0.0860
E5491174 130.50 131.10 1.1000
E5491175 131.10 131.70 0.1710
E5491176 131.70 132.60 0.0230
E5491177 132.60 133.90 0.0190
E5491179 133.90 135.00 0.0080
E5491180 145.20 146.30 0.0030
E5491181 146.30 147.30 0.3030
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Sample Type ASSAY
E5491182 147.30 148.00 0.3170
E5491183 148.00 149.10 0.2030
E5491184 149.10 150.20 0.2340
E5491185 150.20 151.20 0.0070
E5491186 281.40 282.40 0.0040
E5491187 282.40 283.70 0.0280
E5491188 283.70 285.00 0.0010
E5491190 285.00 286.10 0.0070
E5491191 286.10 287.20 0.0010
E5491192 287.20 288.30 0.0080
E5491193 288.30 289.30 0.0005
E5491194 289.30 290.40 0.0020
E5491195 290.40 291.20 0.0005
E5491196 291.20 292.00 0.0008
E5491197 292.00 293.00 0.0110
E5491198 415.20 416.40 0.0050
E5491199 416.40 417.40 0.0080
E5491201 417.40 418.40 0.0200
E5491202 418.40 419.50 0.0150
E5491203 419.50 420.50 0.0030
E5491204 420.50 421.50 0.0045
E5491205 421.50 422.00 0.0380
E5491206 422.00 423.30 0.0110
E5491207 423.30 424.00 0.0060
E5491209 424.00 424.80 0.0130
E5491210 424.80 426.00 0.0170
E5491211 426.00 426.60 0.0260
E5491212 426.60 427.70 0.3120
E5491213 427.70 429.20 0.0490
E5491214 429.20 429.70 0.0100
E5491215 429.70 430.10 0.0235
E5491217 430.10 430.90 0.0160
E5491218 430.90 432.00 0.0130
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371885.000000 551485.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-005               DDH

Hislop Township

YES CP468

DECIMAL METRIC

265.00 -50.00

pperlock

Garant

0 498.00

Completed: Feb 06, 2013Start Date: Jan 30, 2013

Entered On: Feb 01, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371885.00 North: Collar Az:

Location: Hislop Township East: 551485.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jan 30, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Feb 06, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-50.00

265.00

498.00

0.00

498.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar; Duplicate of test @ 39m 27.00 mag field=5573; Test may not be of same hole.258.70 215.40-48.20 -65.50EZ Shot OK EZ Shot

39.00 mag field=54852 50.00 mag field = 5553; Test may not be of same hole258.70 218.00-48.20 -65.00EZ Shot OK EZ Shot

93.00 mag field=54366 150.00 mag field=54271267.60 263.30-47.80 -47.80EZ Shot OK EZ Shot OK

201.00 mag field=54309 252.00 mag field=54121263.10 265.60-47.50 -47.00EZ Shot OK EZ Shot OK

300.00 mag field=53880 354.00 mag field=54056267.30 263.00-46.20 -45.80EZ Shot OK EZ Shot OK

399.00 mag field=5631 450.00 mag field=5595267.60 265.50-45.30 -45.10EZ Shot OK EZ Shot OK

498.00 mag field=5522271.90 -45.70 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 21.00 HPO, OVERBURDEN
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Hole Number: H13-005                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

21.00 59.70 VGO, GABBRO 362107 21.00 22.50 1.50 0.03
362108 22.50 24.00 1.50 0.00
362109 24.00 25.50 1.50 0.01
362110 25.50 27.00 1.50 0.01
362111 27.00 28.50 1.50 0.01
362112 28.50 30.00 1.50 0.03
362113 30.00 31.50 1.50 0.01
362114 31.50 33.00 1.50 0.01
362115 33.00 34.50 1.50 0.03
362116 34.50 36.00 1.50 0.01
362117 36.00 37.50 1.50 0.01
362118 37.50 39.00 1.50 0.00
362119 39.00 40.50 1.50 0.01
362120 40.50 42.00 1.50 0.01
362121 42.00 43.50 1.50 0.00
362122 43.50 45.00 1.50 0.01
362123 45.00 46.50 1.50 0.00
362125 46.50 48.00 1.50 0.01
362126 48.00 49.10 1.10 0.01
362127 49.10 50.20 1.10 0.01
362128 50.20 51.00 0.80 0.02
362129 51.00 52.00 1.00 0.04
362130 52.00 53.00 1.00 0.01
362131 53.00 54.00 1.00 0.01
362132 54.00 55.50 1.50 0.12
362133 55.50 57.00 1.50 0.05
362134 57.00 58.50 1.50 0.00
362136 58.50 59.70 1.20 0.01

Rock is medium to coarse grained and is dark grey with a green tint.  Patchy
alterations include weak epidote, moderate hematite, and weak to moderate
leucoxene.  Epidote is primarily fracture controlled.  Trace amounts of fg fracture
filling and disseminated pyrite are present.  There is ~1-2% CAR veinlets with
minor amounts of stringers and fracture fillings.  The rock is hard and strongly
magnetic.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

59.70 78.20 VMM, MAFIC VOLCANIC MASSIVE 362137 59.70 61.00 1.30 0.00
362138 61.00 62.00 1.00 0.00
362139 62.00 63.00 1.00 0.01
362140 63.00 64.50 1.50 0.01
362141 64.50 66.00 1.50 0.01
362142 66.00 67.00 1.00 0.01
362143 67.00 67.90 0.90 0.01
362144 67.90 69.40 1.50 0.01
362146 69.40 70.40 1.00 0.00
362147 70.40 71.40 1.00 0.00
362148 71.40 72.50 1.10 0.01
362149 72.50 73.60 1.10 0.00
362150 73.60 74.80 1.20 0.01
362151 74.80 75.70 0.90 0.01
362152 75.70 76.70 1.00 0.04
362153 76.70 78.20 1.50 0.00

Rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak to moderate hematite, weak epidote, and weak
bleaching.  Pyrite concentrations range from trace upto 2%.  Pyrite is fine
grained and primarily fracture controlled with some disseminated and some
clustered.  There is ~1-2% sphalerite present over ~1m.  There is ~1-2%
veining overall that is predominatly CAR and CAL veinlets with some stringers
and fracture fillings.  After 67.9m, there are large patches of moderate to strong
brecciation throughout.  Small patches of amygdules present, 1-3mm.

78.20 118.20 VGO, GABBRO 362154 78.20 79.50 1.30 0.00
362156 79.50 81.00 1.50 0.01
362157 81.00 82.50 1.50 0.00
362158 82.50 84.00 1.50 0.01
362159 84.00 85.50 1.50 0.00
362160 85.50 87.00 1.50 0.01
362161 87.00 88.50 1.50 0.00
362162 88.50 90.00 1.50 0.00
362163 90.00 91.50 1.50 0.00
362164 91.50 93.00 1.50 0.00
362166 93.00 94.50 1.50 0.00
362167 94.50 96.00 1.50 0.00
362168 96.00 97.50 1.50 0.00
362169 97.50 99.00 1.50 0.01
362170 99.00 100.50 1.50 0.00
362171 100.50 102.00 1.50 0.01
362172 102.00 103.50 1.50 0.02
362173 103.50 105.00 1.50 0.03
362174 105.00 106.50 1.50 0.28
362176 106.50 108.00 1.50 0.25
362177 108.00 109.50 1.50 0.62
362178 109.50 111.00 1.50 0.25
362179 111.00 112.50 1.50 0.61
362180 112.50 114.00 1.50 0.17
362181 114.00 115.50 1.50 0.04
362182 115.50 117.00 1.50 0.01
362183 117.00 118.20 1.20 0.01

Distinct upper contact 80-90 deg TCA.  Interval is medium grained at the top and
becomes more fine grained towards the lower contact.  Rock is dark grey with a
green tint.  There is leucoxene present throughout ranging from weak to strong.
Other patchy alterations include weak hematite, weak epidote and weak silica.
Trace amounts of fine grained fracture filling, clustered and disseminated pyrite
are present.  There is ~1-2% veining overall consisting of CAR veinlets and
stringers.  Rock is hard with strong patchy magnetism.



Page 4 of 18Dec 12, 2013 DETAILED LOG

Hole Number: H13-005                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

118.20 131.10 VMM, MAFIC VOLCANIC MASSIVE 362184 118.20 119.00 0.80 0.01
362186 119.00 120.00 1.00 0.01
362187 120.00 121.50 1.50 0.02
362188 121.50 123.00 1.50 0.03
362189 123.00 124.50 1.50 0.09
362190 124.50 126.00 1.50 0.01
362191 126.00 126.60 0.60 0.05
362192 126.60 127.60 1.00 0.03
362193 127.60 129.00 1.40 0.03
362194 129.00 129.80 0.80 0.02
362196 129.80 131.10 1.30 0.00

Distinct UC 40-50 deg TCA.  Rock is fine-grained/aphanitic and dark grey with a
green tint.  Patchy alterations include weak hematite, weak bleaching and weak
epidote.  There are trace amounts of fine grained fracture filling and
disseminated pyrite throughout.  Veining consists of 1-2% CAR veinlets, stringers
and fracture fills.  The rock is hard and the magnetism varies from weak to
strong.

131.10 140.00 VMV, MAFIC VOLCANIC VARIOLITIC 362197 131.10 132.00 0.90 0.05
362198 132.00 133.50 1.50 0.08
362199 133.50 135.00 1.50 0.02
362200 135.00 136.00 1.00 0.28
362201 136.00 137.00 1.00 0.05
362202 137.00 138.00 1.00 0.03
362203 138.00 139.00 1.00 0.09
362204 139.00 140.00 1.00 0.09

Rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include strong patchy hematite and weak patchy bleaching.  There is
trace-0.5% vf-fg fracture filling, disseminated and clustered pyrite throughout.
Veining consists of 1% CAR veinlets and stringers.  Up to 136m, there is
moderate to strong foliation 70-90 deg TCA and the hematite is fracture
controled.
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From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

140.00 185.10 VMX, MAFIC BRECCIA 362206 140.00 141.40 1.40 0.06
362207 141.40 142.60 1.20 0.13
362208 142.60 143.40 0.80 0.21
362209 143.40 144.50 1.10 0.04
362210 144.50 145.50 1.00 0.07
362211 145.50 146.50 1.00 0.12
362212 146.50 147.50 1.00 0.03
362213 147.50 148.20 0.70 0.01
362214 148.20 148.80 0.60 0.08
362216 148.80 149.90 1.10 0.07
362217 149.90 151.30 1.40 0.06
362218 151.30 152.20 0.90 0.01
362219 152.20 152.80 0.60 0.05
362220 152.80 154.00 1.20 0.14
362221 154.00 155.00 1.00 0.03
362222 155.00 155.70 0.70 0.02
362223 155.70 157.00 1.30 0.36
362224 157.00 158.00 1.00 2.75
362226 158.00 159.10 1.10 2.11
362227 159.10 160.60 1.50 0.11
362228 160.60 161.60 1.00 0.13
362229 161.60 162.60 1.00 0.01
362230 162.60 163.30 0.70 0.01
362231 163.30 164.00 0.70 0.03
362232 164.00 164.80 0.80 0.02
362233 164.80 165.90 1.10 0.02
362234 165.90 166.90 1.00 0.02
362236 166.90 168.00 1.10 0.47
362237 168.00 168.80 0.80 0.04
362238 168.80 170.30 1.50 0.28
362239 170.30 171.00 0.70 0.06
362240 171.00 172.50 1.50 0.01
362241 172.50 174.00 1.50 0.01
362242 174.00 174.90 0.90 1.80
362243 174.90 175.50 0.60 0.92
362244 175.50 177.00 1.50 0.11
362246 177.00 178.50 1.50 0.01
362247 178.50 179.50 1.00 0.01
362248 179.50 180.40 0.90 0.06
362249 180.40 181.40 1.00 0.09
362250 181.40 182.40 1.00 0.05
362251 182.40 183.60 1.20 0.55
362252 183.60 184.40 0.80 5.07

Color changes due to alterations include dark grey with a green tint, light
grey/off white, yellowish green, and deep red.  There are patches of pervasive
strong albite as well as pervasive weak sericite.  Patchy alterations include
moderate to strong leucoxene, moderate to strong hematite, weak to moderate
patchy sericite, and weak patchy epidote.  The pyrite content ranges from trace
all the way up to 8%.  The majority of the interval is trace vf-fg pyrite with local
concentrations of ~2-3% (fg disseminated and fracture filling) over ~5m and
7-8% (vfg disseminated) over ~2m.  Overall, there is ~1-3% CAR veinlets,
fracture fillings and stringers.  From 160.6-168.8 there is 20-25% veining
composed of a light grey carbonate (possibly ankerite) lined with white.  Strong
brecciation is present throughout, with clasts ranging in size from 1mm-2cm.
There are patches of weak foliation, 60-90 deg TCA.  The rock is hard and is
non-magnetic except for a few small patches of strong magnetism.
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362253 184.40 185.10 0.70 0.10
185.10 187.10 VGO, GABBRO 362254 185.10 186.10 1.00 0.52

362256 186.10 187.10 1.00 0.30MINERALIZED GABBRO.
The rock is medium grained and is greyish green in color.  Patchy alterations
includes weak patchy epidote and weak patchy hematite.  There is ~0.5-1% fg
disseminated sulphides present.  Veining includes 2-3% CAR veinlets, stringers,
and fracture fills.  There are patches of moderate to strong brecciation
throughout.
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187.10 239.90 VGO, GABBRO 362257 187.10 188.00 0.90 0.00
362258 188.00 189.00 1.00 0.01
362259 189.00 190.50 1.50 0.35
362260 190.50 192.00 1.50 0.00
362261 192.00 193.50 1.50 0.01
362262 193.50 195.00 1.50 0.00
362263 195.00 196.50 1.50 0.00
362264 196.50 197.50 1.00 0.00
362266 197.50 198.50 1.00 0.00
362267 198.50 199.50 1.00 0.01
362268 199.50 201.00 1.50 0.01
362269 201.00 202.50 1.50 0.02
362270 202.50 204.00 1.50 0.00
362271 204.00 205.50 1.50 0.00
362272 205.50 207.00 1.50 0.00
362273 207.00 208.50 1.50 0.00
362274 208.50 210.00 1.50 0.00
362276 210.00 211.50 1.50 0.00
362277 211.50 213.00 1.50 0.00
362278 213.00 214.50 1.50 0.00
362279 214.50 216.00 1.50 0.01
362280 216.00 217.50 1.50 0.01
362281 217.50 219.00 1.50 0.00
362282 219.00 220.10 1.10 0.00
362283 220.10 221.00 0.90 0.00
362284 221.00 222.00 1.00 0.01
362286 222.00 223.50 1.50 0.01
362287 223.50 225.00 1.50 0.00
362288 225.00 226.50 1.50 0.00
362289 226.50 228.00 1.50 0.00
362290 228.00 229.00 1.00 0.00
362291 229.00 230.00 1.00 0.00
362292 230.00 231.30 1.30 0.01
362293 231.30 232.50 1.20 0.01
362294 232.50 234.00 1.50 0.01
362296 234.00 235.50 1.50 0.01
362297 235.50 237.00 1.50 0.00
362298 237.00 237.80 0.80 0.00
362299 237.80 238.60 0.80 0.01
362300 238.60 239.90 1.30 0.08

Rock is fine-medium grained and is dark grey with a green tint.  There are
patches of green amphibole, 1-2mm in size, throughout the first ~14m.  Patchy
alterations include weak epidote, weak leucoxene and weak hematite.  The
epidote is predominantly fracture controlled.  Trace amounts of fg fracture filling,
disseminated and clustered sulphides are found throughout.  There is ~1-3%
CAR veining overall with minor amounts of CAL, consisting of fracture fillings,
stringers, veinlets (a few could possibly be classified as veins) with a local
concentration of ~4-5% veinlets over ~7m.  The rock is hard with a magnetic
signature that ranges from weak to strong.
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239.90 244.10 SOO, SEDIMENTS UNDIVIDED 362301 239.90 241.00 1.10 0.03
362302 241.00 242.10 1.10 0.01
362303 242.10 242.90 0.80 0.03
362304 242.90 243.50 0.60 0.01
362306 243.50 244.10 0.60 0.01

Distinct UC @ 80-90 deg TCA.  Rock is fine grained with grain size becoming
finer with depth.  Color is light grey-green and dark grey banding.  Bedding is
70-80 deg TCA.  Patchy alterations include weak sericite and weak bleaching,
and weak to moderate silica.    There is ~2-3% vf-fg disseminated, clustered and
fracture filling pyrite, with a local concentration of ~4-5% over ~80cm.  Veining
consists of a few (<1%) CAR and QTZ veinlets and fracture fills.  Rock is
moderately hard and non-magnetic.



Page 9 of 18Dec 12, 2013 DETAILED LOG

Hole Number: H13-005                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

244.10 307.20 VMP, VOLCANIC MASSIVE PILLOWED 362307 244.10 245.20 1.10 0.02
362308 245.20 246.00 0.80 0.02
362309 246.00 246.90 0.90 0.00
362310 246.90 247.80 0.90 0.00
362311 247.80 249.00 1.20 0.01
362312 249.00 250.00 1.00 0.00
362313 250.00 251.00 1.00 0.00
362314 251.00 252.00 1.00 0.00
362316 252.00 253.00 1.00 0.00
362317 253.00 254.30 1.30 0.01
362318 254.30 255.00 0.70 0.00
362319 255.00 256.00 1.00 0.01
362320 256.00 257.00 1.00 0.00
362321 257.00 258.00 1.00 0.00
362322 258.00 259.20 1.20 0.00
362323 259.20 260.00 0.80 0.01
362324 260.00 261.00 1.00 0.02
362326 261.00 261.50 0.50 0.01
362327 261.50 262.00 0.50 0.02
362328 262.00 262.50 0.50 0.01
362329 262.50 264.00 1.50 0.01
362330 264.00 265.50 1.50 0.02
362331 265.50 267.00 1.50 0.58
362332 267.00 268.00 1.00 2.97
362333 268.00 269.20 1.20 0.01
362334 269.20 270.00 0.80 0.01
362336 270.00 271.00 1.00 0.01
362337 271.00 271.80 0.80 0.01
362338 271.80 273.00 1.20 0.01
362339 273.00 274.00 1.00 0.01
362340 274.00 275.50 1.50 0.01
362341 275.50 276.80 1.30 0.01
362342 276.80 278.00 1.20 0.01
362343 278.00 279.00 1.00 0.00
362344 279.00 279.80 0.80 0.00
362346 279.80 280.70 0.90 0.00
362347 280.70 282.00 1.30 0.00
362348 282.00 282.80 0.80 0.00
362349 282.80 283.50 0.70 0.00
362350 283.50 285.00 1.50 0.00
362351 285.00 286.40 1.40 0.00
362352 286.40 287.20 0.80 0.00
362353 287.20 288.00 0.80 0.05

Distinct UC @ 80-90 deg TCA.  Rock is fine-grained/aphanitic and is dark grey
with a green tint.  Patchy alterations include weak sericite, strong hematite and
weak epidote.  The hematite is predominantly fracture controlled.  Trace
amounts of vf-fg pyrite is present throughout, with local concentrations of
~3-4% over ~1-2m.  Pyrite is present as fracture filling, clustered and
disseminated.  Veining includes 1-2% CAR veinlets, stringers and fracture fills, as
well as CAL veinlets.  The rock ranges from hard to moderately hard and is
non-magnetic.  After ~286m, the rock becomes more fractured and sheared,
some QTZ/CAR veinlets appear and the rock becomes less hard.
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362354 288.00 289.50 1.50 0.15
362356 289.50 291.00 1.50 0.01
362357 291.00 292.50 1.50 0.00
362358 292.50 294.00 1.50 0.00
362359 294.00 295.50 1.50 0.02
362360 295.50 297.00 1.50 0.00
362361 297.00 298.50 1.50 0.00
362362 298.50 300.00 1.50 0.03
362363 300.00 301.50 1.50 0.28
362364 301.50 303.00 1.50 0.48
362366 303.00 304.50 1.50 0.24
362367 304.50 306.00 1.50 0.06
362368 306.00 307.20 1.20 0.02

307.20 322.50 VUO, ULTRAMAFIC VOLCANIC 362369 307.20 308.20 1.00 0.04
Distinct UC @ 80-90 deg TCA.  Color ranges from dark to light grey with a green
tint.  Patchy alterations include weak serpentine, weak chlorite and weak talc.
There is trace fg pyrite throughout.  Veining includes 1-2% QTZ/CAR veinlets
and fracture fills.  Rock is moderately soft and has weak patchy magnetism.
315-316.9: ISO.  Distinct UC @ 60-70 deg TCA.  Weak to moderate silicification,
moderate pervasive hematite, Trace vfg PY, 2-3% QTZ/CAR veinlets.

322.50 325.60 ISP, PORPHYRITIC SYENITE
Distinct UC 60-70 deg TCA.  Rock is deep red in color.  There is pervasive strong
silicification and moderate hematite throughout as well as weak patchy chlorite.
Trace amounts of vfg dissem pyrite are present.  <1% CAR fracture fills are
present as well as one brecciated QTZ/CAR veinlet at the LC.  Rock is very hard
and non-magnetic.

325.60 331.50 VUO, ULTRAMAFIC VOLCANIC
Distinct UC 30-50 deg TCA.  Color is dark grey to black with a green tint.  Patchy
alterations include weak serpentine, weak chlorite and weak talc.  Trace amounts
of fg blebby disseminated pyrite is present.  There is ~12-15% QTZ/CAR veinlets
and fracture fillings present.  The rock is soft and non-magnetic.
329.8-330m:  10-20cm possible fault gouge.

331.50 335.70 VMT, MAFIC VOLCANIC TUFFACEOUS
Distinct UC 60-70 deg TCA.  The rock is deep red in color and has 1-2mm sized
felspar clasts with hematite altered edges as well as small patches of ~1-3mm
sized amygdules.  There is pervasive moderate hematite alteration as well as
weak patchy chlorite.  Trace amounts of vfg pyrite are present.  There is ~5-6%
QTZ/CAR veinlets and fracture fillings present overall, with increased veining at
the LC.  The rock is hard and moderately to strongly magnetic.

335.70 349.70 VUO, ULTRAMAFIC VOLCANIC
Distinct UC 30-40 deg TCA.  Rock is dark grey to black with a green tint.  Patchy
alterations include weak serpentine and weak chlorite.  Trace amounts of fg
dissem pyrite are present.  There is <1% QTZ/CAR veinlets until 347.6m, then
there is ~18-20% QTZ/CAR veinlets.  The rock is moderately soft and is
moderately to strongly magnetic.
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349.70 406.30 VGB, BIOTITIC GABBRO
Distinct UC 60-70 deg TCA.  Coarse grained predominantly with a few meters of
fine grained at the UC and LC.  Rock is dark greyish green in color.  Weak patchy
epidote is present and is conglomeropheric upto ~357m.  Trace-0.5% fg dissem
pyrite is present.  There is practically no veining, <1% CAR stringers.  Rock is
hard and strongly magnetic.

406.30 425.20 VUO, ULTRAMAFIC VOLCANIC
Dark grey to black with a green tint.  Patchy alterations include weak serpentine,
weak chlorite and weak talc.  There are trace amounts of fg pyrite throughout.
<1% CAR veinlets and fracturing throughout.  The rock is moderately soft with a
magnetic signature ranging from weak to strong.
415-416m: VMA.  Distinct UC 50-60 deg TCA.  Strong pervasive hematite, trace
fg pyrite, <1% CAR stringers.

425.20 468.10 VMA, MAFIC VOLCANIC AMYGDALOIDAL 362370 454.60 456.10 1.50 0.04
362371 456.10 457.20 1.10 0.03
362372 457.20 457.80 0.60 0.03
362373 457.80 459.10 1.30 0.37
362374 459.10 460.60 1.50 0.02

Rock is fine-grained and deep red in color with olive green to brown intervals.
There are amygdules filled with CAR, ~1-5mm in size throguhout.  Hematite
alteration is pervasive and ranges from moderate to strong.  Sericite alteration
ranges from weak to moderate and from patchy to semi-pervasive.  Trace
amounts of fg PY is found throughout, primarily as local concentrations of
~0.5-1% in the QTZ/CAL veins.  There is ~1% CAR veinlets and stringers
throughout as well as 5-6% QTZ/CAL veins.  The QTZ/CAL veins look mottled,
are altered by weak chlorite and moderate hematite and seem to be associated
with an increase in intensity and abundance of sericite. The rock is hard and
magnetism is strong at the top of the interval but weakens with depth.

468.10 481.00 VUO, ULTRAMAFIC VOLCANIC
Mixture of ~80% VUO and ~20% VMA.  The rock is dark grey to black with red
intervals.  VUO patchy alterations include weak serpentine and weak chlorite.
VMA alterations include strong pervasive hematite and weak patchy sericite.
Trace fg sulphides are present.  Veining includes 2-3% QTZ/CAR veinlets and
fracture fills.  Rock is non-magnetic and moderately soft.

481.00 489.20 VMA, MAFIC VOLCANIC AMYGDALOIDAL
Rock is fine grained/aphanitic and is bright red in color.  Hematite alteration is
strong and pervasive.  Patchy alterations include weak sericite and weak chlorite.
Trace amounts of fg pyrite are present.  Veining includes ~3-4% QTZ/CAR
veinlets, veins and fracture fills throughout.  The rock is moderately soft and is
non-magnetic.  Amygdules are ~1-5mm in size.  Strong Bx over ~20cm at the
LC.
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489.20 498.00 VUO, ULTRAMAFIC VOLCANIC
Rock is dark grey to black with a greenish tint as well as intervals of yellowish
brown.  Patchy alterations include weak serpentine, weak chlorite and weak
fuchsite.  Trace amounts of fg disseminated pyrite are present throughout.
There is ~4-5% QTZ carb veinlets, veins and fracture fillings througout.  The
rock is hard and non-magnetic.
491.1-492.6m: IMO. Distinct UC 80-90 deg TCA.  0.5-1mm clasts, weak
pervasive sericite, trace pyrite.
495.3-496m: IMO.  Distinct UC 30-40 deg TCA.  Sericite weak pervasive,
hematite weak patchy, trace pyrite.
497.5-498m: IMO.  Sericite weak patchy, trace pyrite.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
362107 21.00 22.50 0.0330
362108 22.50 24.00 0.0040
362109 24.00 25.50 0.0050
362110 25.50 27.00 0.0080
362111 27.00 28.50 0.0060
362112 28.50 30.00 0.0340
362113 30.00 31.50 0.0100
362114 31.50 33.00 0.0060
362115 33.00 34.50 0.0330
362116 34.50 36.00 0.0100
362117 36.00 37.50 0.0050
362118 37.50 39.00 0.0030
362119 39.00 40.50 0.0065
362120 40.50 42.00 0.0070
362121 42.00 43.50 0.0030
362122 43.50 45.00 0.0130
362123 45.00 46.50 0.0040
362125 46.50 48.00 0.0080
362126 48.00 49.10 0.0100
362127 49.10 50.20 0.0100
362128 50.20 51.00 0.0170
362129 51.00 52.00 0.0360
362130 52.00 53.00 0.0090
362131 53.00 54.00 0.0050
362132 54.00 55.50 0.1210
362133 55.50 57.00 0.0480
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362134 57.00 58.50 0.0040
362136 58.50 59.70 0.0060
362137 59.70 61.00 0.0035
362138 61.00 62.00 0.0030
362139 62.00 63.00 0.0080
362140 63.00 64.50 0.0100
362141 64.50 66.00 0.0050
362142 66.00 67.00 0.0070
362143 67.00 67.90 0.0090
362144 67.90 69.40 0.0080
362146 69.40 70.40 0.0010
362147 70.40 71.40 0.0020
362148 71.40 72.50 0.0070
362149 72.50 73.60 0.0010
362150 73.60 74.80 0.0050
362151 74.80 75.70 0.0086
362152 75.70 76.70 0.0420
362153 76.70 78.20 0.0030
362154 78.20 79.50 0.0030
362156 79.50 81.00 0.0050
362157 81.00 82.50 0.0040
362158 82.50 84.00 0.0090
362159 84.00 85.50 0.0040
362160 85.50 87.00 0.0130
362161 87.00 88.50 0.0030
362162 88.50 90.00 0.0030
362163 90.00 91.50 0.0040
362164 91.50 93.00 0.0005
362166 93.00 94.50 0.0030
362167 94.50 96.00 0.0010
362168 96.00 97.50 0.0030
362169 97.50 99.00 0.0080
362170 99.00 100.50 0.0040
362171 100.50 102.00 0.0060
362172 102.00 103.50 0.0190
362173 103.50 105.00 0.0340
362174 105.00 106.50 0.2810
362176 106.50 108.00 0.2475
362177 108.00 109.50 0.6190
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362178 109.50 111.00 0.2510
362179 111.00 112.50 0.6070
362180 112.50 114.00 0.1730
362181 114.00 115.50 0.0440
362182 115.50 117.00 0.0070
362183 117.00 118.20 0.0080
362184 118.20 119.00 0.0130
362186 119.00 120.00 0.0130
362187 120.00 121.50 0.0160
362188 121.50 123.00 0.0315
362189 123.00 124.50 0.0860
362190 124.50 126.00 0.0090
362191 126.00 126.60 0.0530
362192 126.60 127.60 0.0330
362193 127.60 129.00 0.0300
362194 129.00 129.80 0.0160
362196 129.80 131.10 0.0040
362197 131.10 132.00 0.0540
362198 132.00 133.50 0.0820
362199 133.50 135.00 0.0230
362200 135.00 136.00 0.2820
362201 136.00 137.00 0.0530
362202 137.00 138.00 0.0290
362203 138.00 139.00 0.0895
362204 139.00 140.00 0.0940
362206 140.00 141.40 0.0590
362207 141.40 142.60 0.1270
362208 142.60 143.40 0.2070
362209 143.40 144.50 0.0440
362210 144.50 145.50 0.0670
362211 145.50 146.50 0.1190
362212 146.50 147.50 0.0330
362213 147.50 148.20 0.0120
362214 148.20 148.80 0.0810
362216 148.80 149.90 0.0715
362217 149.90 151.30 0.0640
362218 151.30 152.20 0.0110
362219 152.20 152.80 0.0540
362220 152.80 154.00 0.1360
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362221 154.00 155.00 0.0300
362222 155.00 155.70 0.0230
362223 155.70 157.00 0.3610
362224 157.00 158.00 2.7500
362226 158.00 159.10 2.1100
362227 159.10 160.60 0.1110
362228 160.60 161.60 0.1340
362229 161.60 162.60 0.0135
362230 162.60 163.30 0.0080
362231 163.30 164.00 0.0250
362232 164.00 164.80 0.0230
362233 164.80 165.90 0.0210
362234 165.90 166.90 0.0180
362236 166.90 168.00 0.4680
362237 168.00 168.80 0.0440
362238 168.80 170.30 0.2840
362239 170.30 171.00 0.0550
362240 171.00 172.50 0.0060
362241 172.50 174.00 0.0066
362242 174.00 174.90 1.8000
362243 174.90 175.50 0.9190
362244 175.50 177.00 0.1070
362246 177.00 178.50 0.0090
362247 178.50 179.50 0.0110
362248 179.50 180.40 0.0570
362249 180.40 181.40 0.0850
362250 181.40 182.40 0.0470
362251 182.40 183.60 0.5530
362252 183.60 184.40 5.0700
362253 184.40 185.10 0.1010
362254 185.10 186.10 0.5195
362256 186.10 187.10 0.2980
362257 187.10 188.00 0.0040
362258 188.00 189.00 0.0070
362259 189.00 190.50 0.3520
362260 190.50 192.00 0.0030
362261 192.00 193.50 0.0060
362262 193.50 195.00 0.0040
362263 195.00 196.50 0.0010
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362264 196.50 197.50 0.0020
362266 197.50 198.50 0.0040
362267 198.50 199.50 0.0060
362268 199.50 201.00 0.0070
362269 201.00 202.50 0.0210
362270 202.50 204.00 0.0020
362271 204.00 205.50 0.0005
362272 205.50 207.00 0.0005
362273 207.00 208.50 0.0005
362274 208.50 210.00 0.0020
362276 210.00 211.50 0.0030
362277 211.50 213.00 0.0030
362278 213.00 214.50 0.0030
362279 214.50 216.00 0.0090
362280 216.00 217.50 0.0105
362281 217.50 219.00 0.0030
362282 219.00 220.10 0.0005
362283 220.10 221.00 0.0010
362284 221.00 222.00 0.0050
362286 222.00 223.50 0.0110
362287 223.50 225.00 0.0030
362288 225.00 226.50 0.0030
362289 226.50 228.00 0.0030
362290 228.00 229.00 0.0030
362291 229.00 230.00 0.0040
362292 230.00 231.30 0.0050
362293 231.30 232.50 0.0140
362294 232.50 234.00 0.0065
362296 234.00 235.50 0.0080
362297 235.50 237.00 0.0040
362298 237.00 237.80 0.0030
362299 237.80 238.60 0.0120
362300 238.60 239.90 0.0750
362301 239.90 241.00 0.0260
362302 241.00 242.10 0.0090
362303 242.10 242.90 0.0270
362304 242.90 243.50 0.0060
362306 243.50 244.10 0.0080
362307 244.10 245.20 0.0160
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362308 245.20 246.00 0.0170
362309 246.00 246.90 0.0005
362310 246.90 247.80 0.0020
362311 247.80 249.00 0.0060
362312 249.00 250.00 0.0030
362313 250.00 251.00 0.0020
362314 251.00 252.00 0.0030
362316 252.00 253.00 0.0036
362317 253.00 254.30 0.0050
362318 254.30 255.00 0.0030
362319 255.00 256.00 0.0120
362320 256.00 257.00 0.0020
362321 257.00 258.00 0.0030
362322 258.00 259.20 0.0030
362323 259.20 260.00 0.0070
362324 260.00 261.00 0.0180
362326 261.00 261.50 0.0070
362327 261.50 262.00 0.0190
362328 262.00 262.50 0.0060
362329 262.50 264.00 0.0050
362330 264.00 265.50 0.0160
362331 265.50 267.00 0.5760
362332 267.00 268.00 2.9700
362333 268.00 269.20 0.0110
362334 269.20 270.00 0.0060
362336 270.00 271.00 0.0080
362337 271.00 271.80 0.0050
362338 271.80 273.00 0.0060
362339 273.00 274.00 0.0060
362340 274.00 275.50 0.0060
362341 275.50 276.80 0.0060
362342 276.80 278.00 0.0090
362343 278.00 279.00 0.0020
362344 279.00 279.80 0.0040
362346 279.80 280.70 0.0030
362347 280.70 282.00 0.0005
362348 282.00 282.80 0.0020
362349 282.80 283.50 0.0040
362350 283.50 285.00 0.0020
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Hole Number: H13-005                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
362351 285.00 286.40 0.0005
362352 286.40 287.20 0.0020
362353 287.20 288.00 0.0530
362354 288.00 289.50 0.1455
362356 289.50 291.00 0.0140
362357 291.00 292.50 0.0030
362358 292.50 294.00 0.0005
362359 294.00 295.50 0.0150
362360 295.50 297.00 0.0005
362361 297.00 298.50 0.0030
362362 298.50 300.00 0.0280
362363 300.00 301.50 0.2830
362364 301.50 303.00 0.4750
362366 303.00 304.50 0.2410
362367 304.50 306.00 0.0550
362368 306.00 307.20 0.0170
362369 307.20 308.20 0.0350
362370 454.60 456.10 0.0390
362371 456.10 457.20 0.0280
362372 457.20 457.80 0.0320
362373 457.80 459.10 0.3730
362374 459.10 460.60 0.0220
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371885.000000 551610.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-006               DDH

Hislop Township

YES CP468

DECIMAL METRIC

265.00 -50.00

pperlock

Garant

0 459.00

Completed: Feb 01, 2013Start Date: Jan 17, 2013

Entered On: Jan 17, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Hole Number: H13-006                                           Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371885.00 North: Collar Az:

Location: Hislop Township East: 551610.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jan 17, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Feb 01, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-50.00

265.00

459.00

0.00

459.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar: Duplicate Azi of test @ 51m and Dip @ 24m 24.00 mag field = 65525; Test may have been taken too close to casing, high
mag.  Unreliable azi

271.00 293.70-49.00 -49.00EZ Shot OK EZ Shot DO

51.00 mag field = 55359 100.00 mag field = 55650; Mag OK, Azi off track.271.00 255.10-48.80 -48.70EZ Shot OK EZ Shot DO

132.00 mag field = 54956 150.00 mag field = 54548264.60 264.30-48.60 -48.40EZ Shot OK EZ Shot OK

201.00 mag field = 54339 252.00 mag field = 61835; Mag high, but azi on track.264.30 258.90-48.10 -48.10EZ Shot OK EZ Shot OK

300.00 mag field = 53320 350.00 mag field = 54546264.20 263.00-48.30 -48.00EZ Shot OK EZ Shot OK

402.00 mag field = 54309 453.00 mag field = 54494264.70 263.20-48.10 -48.00EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 9.00 HPO, OVERBURDEN
Casing for 9m.  ~1.8m core recovered.

9.00 44.80 VMV, MAFIC VOLCANIC VARIOLITIC 362081 23.90 25.10 1.20 0.03
362082 25.10 26.00 0.90 0.01
362083 26.00 27.50 1.50 0.01
362084 27.50 29.00 1.50 0.00
362085 29.00 30.00 1.00 0.00
362086 30.00 30.50 0.50 0.00
362087 30.50 31.50 1.00 0.00
362088 40.60 41.80 1.20 0.01
362089 41.80 42.30 0.50 1.61
362090 42.30 43.60 1.30 0.12
362091 43.60 44.80 1.20 0.16

VARIOLITIC MAFIC VOLCANIC ROCK:
Rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak sericite, weak epidote, weak hematite and weak
bleaching.  There is trace fg fracture filling PY throughout.  The veining primarily
consists of ~1-3% CAR stringers and veinlets with a local concentration of 3-4%
QTZ/CAR veinlets.  Rock is hard.

44.80 49.20 VMM, MAFIC VOLCANIC MASSIVE
MASSIVE MAFIC VOLCANIC ROCK:
Rock is fine grained/aphanitic and dark greyish green.  Patchy alterations include
weak epidote and moderate hematite.  Epidote is fracture controlled.  There is
2-3% fg fracture filling PY present throughout.  There is ~1-2% veining which is
primarily QTZ veinlets running parallel to sub-parallel TCA.  Rock is hard with
patchy strong magnetism.
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Hole Number: H13-006                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

49.20 109.60 VGO, GABBRO
GABBRO WITH AMPHIBOLE:
Rockis medium to coarse grained and is dark grey with a green tint.  Patchy
alterations include weak epidote, weak to moderate leucoxene and weak
hematite.  Epidote is mostly fracture controlled but is disseminated in some
regions.  Hematite is primarily outlining CAR veinlets.  Trace-0.5% PY is present
throughout and is mostly fracture filling with some disseminated.  Veining is
~1-2% and is dominated by CAR veinlets and stringers running ~10-30 TCA for
most of the interval changing to CAR/QTZ veinlets ~50-70 deg TCA with depth.
CAR stringers are also present. ~30-40% CAR/QTZ veinlets over ~20-30cm
preceding the LC.  Rock is hard and strongly magnetic.

109.60 270.30 VMP, VOLCANIC MASSIVE PILLOWED 362092 198.80 199.80 1.00 0.01
362094 199.80 200.40 0.60 2.39
362095 200.40 201.20 0.80 0.13
362096 201.20 202.50 1.30 0.07
362097 202.50 203.50 1.00 0.01
362098 203.50 204.00 0.50 0.02
362099 204.00 205.00 1.00 0.00
362101 234.60 235.60 1.00 0.01
362102 235.60 236.20 0.60 0.01
362103 236.20 237.20 1.00 0.01

MAFIC PILLOWED VOLCANIC FLOW WITH SELVAGE CONTROLLED
EPIDOTE/PHYRROTITE:
Rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak to strong epidote and weak to strong hematite.  Epidote
is primarily fracture controlled and fills pillow selvages.  Hematite becomes more
stronger nearing the LC.  Throughout the interval the PY is fg fracture controlled
and clustered as well as selvage controlled The concentration of PY fluctuates
from trace to 1%, with a local concentration of ~3% vfg over 50cm.  From
224-231, the primary sulphide is phyrrotite that is selvage controlled, with minor
amounts of CPY.  Overall, there is ~1-3% CAR stringers and some CAR,
CAR/QTZ veinlets.  Small patches of weak foliation, 70-80 deg TCA.  Rock is hard
with and magnetism is strong and patchy.
111-113m, and after 147m, there are small patches of amygdules ranging in size
from 1-5mm that have been filled by fg PY.
199.8-201.2: strong BX with 2-3cm of fault gouge @ 200.4m, 20-30 deg TCA.

270.30 312.40 VMV, MAFIC VOLCANIC VARIOLITIC 362104 276.70 277.70 1.00 0.03
362105 277.70 278.70 1.00 0.05
362106 278.70 279.90 1.20 0.02

VARIOLITIC MAFIC BRECCIA:
Rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include hematite ranging from weak to strong and epidote.  The
epidote is fracture controlled and ranges from weak to strong.  There is
trace-1% PY throughout, with a local concentration of 3-4% over ~1m.  The PY
fluctuates between fracture filling, clustered and disseminated.  Veining is
primarily CAR stringers and veinlets at 1-2% with a minor amount of QTZ
veinlets.  The rock is hard and strongly magnetic.

312.40 367.70 VGO, GABBRO
GABBRO WITH AMPHIBOLE:
Strong UC @ 80-90 deg TCA.  Rock is medium to coarse grained and is dark grey
with a green tint.  Patchy alterations include epidote, weak hematite, and weak
to moderate leucoxene.  Epidote is fracture controlled and ranges from weak to
moderate.  There are trace amounts of fg, fracture controlled PY throughout as
well as trace amounts of CPY.  Veining includes ~1-3% CAR stringers and
veinlets throughout with a minor amount of QTZ/CAR veinlets.  The rock is hard
and is not magnetic.
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Hole Number: H13-006                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

367.70 459.00 VMM, MAFIC VOLCANIC MASSIVE
Rock is fine grained/aphanitic and is dark grey wtih a green tint.  Patchy
alterations in clude weak epidote, weak sericite, moderate hematite and weak
bleaching.  The epidote is primarily fracture controlled and becomes more
abundant with depth.  Hematite concentration is very minor.  There is ~1-3%
veining overall consisting mostly of CAR stringers, minor amounts of CAR and
CAR/QTZ veinlets.  Trace amounts of fg pyrite are present throughout ranging
from fracture filling to disseminated to clustered.  Trace amounts of CPY present.
Over the last three meters there is some weak brecciations as well as small
intervals/clasts of syenite ranging in size from 5-20cm.  The rock is hard and has
a magnetic signature that ranges from weak to strong.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
362081 23.90 25.10 0.0300
362082 25.10 26.00 0.0120
362083 26.00 27.50 0.0050
362084 27.50 29.00 0.0030
362085 29.00 30.00 0.0020
362086 30.00 30.50 0.0030
362087 30.50 31.50 0.0010
362088 40.60 41.80 0.0070
362089 41.80 42.30 1.6100
362090 42.30 43.60 0.1150
362091 43.60 44.80 0.1570
362092 198.80 199.80 0.0070
362094 199.80 200.40 2.3900
362095 200.40 201.20 0.1310
362096 201.20 202.50 0.0650
362097 202.50 203.50 0.0070
362098 203.50 204.00 0.0150
362099 204.00 205.00 0.0040
362101 234.60 235.60 0.0130
362102 235.60 236.20 0.0120
362103 236.20 237.20 0.0140
362104 276.70 277.70 0.0330
362105 277.70 278.70 0.0510
362106 278.70 279.90 0.0157
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371785.000000 551735.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-007               DDH

Hislop Township

YES L23129

DECIMAL METRIC

265.00 -50.00

pperlock

Garant

0 480.00

Completed: Mar 14, 2013Start Date: Mar 01, 2013

Entered On: Mar 04, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Hole Number: H13-007                                           Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371785.00 North: Collar Az:

Location: Hislop Township East: 551735.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 01, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 14, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-50.00

265.00

480.00

0.00

480.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar; Duplicate of first test @ 36m 36.00 mag field=5622269.70 269.70-46.20 -46.20EZ Shot OK EZ Shot OK

51.00 mag field=5584 102.00 mag field=5620269.70 269.70-45.20 -45.50EZ Shot OK EZ Shot OK

150.00 mag field=5685 200.00 mag field=5605; Azi off track, but mag OK272.40 256.00-45.90 -46.00EZ Shot OK EZ Shot DO

250.00 mag field=5661 300.00 mag field=5559272.80 275.90-44.80 -44.70EZ Shot OK EZ Shot OK

351.00 mag field=5648 400.00 mag field=5542269.00 265.00-44.80 -45.10EZ Shot OK EZ Shot OK

450.00 mag field=5590 480.00 mag field=5505257.40 271.50-44.90 -44.60EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 17.20 HPO, OVERBURDEN
Casing to 17.2m.  ~ 50cm of core recovered.

17.20 31.10 VMV, MAFIC VOLCANIC VARIOLITIC E5491299 17.20 18.70 1.50 0.12
E5491300 18.70 19.80 1.10 0.22
E5491301 19.80 20.60 0.80 0.01
E5491302 20.60 21.40 0.80 0.05
E5491303 21.40 22.20 0.80 0.30
E5491304 22.20 23.10 0.90 0.11
E5491305 23.10 24.40 1.30 0.02
E5491306 24.40 25.70 1.30 0.09
E5491307 25.70 27.00 1.30 0.20
E5491308 27.00 27.70 0.70 0.03
E5491310 27.70 28.90 1.20 0.00
E5491311 28.90 30.10 1.20 0.01
E5491312 30.10 31.10 1.00 0.04

The rock is fine grained/aphanitic and has intervals of moderate to strong
brecciation.  Patchy alterations include weak to moderate hematite, weak
bleaching, weak sericite, and moderate to strong silicification.  In unbrecciated
areas the rock is dark grey with a green tint and the pyrite concentration ranges
between 0.5-1% vf-fg fracture filling and disseminated.  In the brecciated the
rock is a mixture of deep purple, pink and yellowy green and the pyrite
concentration ranges between 1-3% vfg disseminated and fracture filling.
Veining consists of ~1-2% CAR veinlets, stringers and fracture fillings.  Specular
hematite is also present in the fractures of the brecciated section.  The rock is
hard and has strong patchy magnetism (lessens with depth).
Minor Lithologies:
30.1-31.1m: IMO. 30cm of VUO at end.  Strong pervasive hematite, trace PY,
8-10% CAR veinlets+fracture fillings.
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Hole Number: H13-007                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

31.10 39.20 IPO, FELSIC PORPYRITIC INTRUSIVE E5491313 31.10 32.00 0.90 0.01
E5491314 32.00 33.00 1.00 0.01
E5491315 33.00 34.30 1.30 0.01
E5491316 34.30 35.00 0.70 0.01
E5491317 35.00 36.00 1.00 0.01
E5491318 36.00 37.00 1.00 0.01
E5491320 37.00 38.00 1.00 0.01
E5491321 38.00 39.20 1.20 0.01

The rock is fine to medium grained and is light pink with a glassy appearance.
There is strong pervasive silicification and moderate pervasive hematite
alterations.  0.5-1% vfg fracture filling and disseminated pyrite is present.
Veining consists of ~2-4% QTZ/CAR veinlets, CAL veinlets and CAR stringers,
veinlets and fracture fillings.  The rock is very hard and is non-magnetic.
Minor Lithologies:
33-34.3m: VUO.  Strong pervasive chlorite, trace PY, 1-2% CAR veinlets.

39.20 46.70 VUO, ULTRAMAFIC VOLCANIC E5491322 39.20 40.20 1.00 0.02
E5491323 40.20 41.50 1.30 0.01
E5491324 41.50 42.50 1.00 0.00
E5491325 42.50 43.50 1.00 0.00
E5491326 43.50 44.30 0.80 0.00
E5491327 44.30 45.50 1.20 0.01
E5491328 45.50 46.70 1.20 0.01

The rock is dark grey to black with strong pervasive chlorite alteration.  Other
patchy alterations include weak sericite and weak hematite.  There is ~1% fg
and vfg disseminated pyrite throughout.  Veining consists of ~2-4% CAR veinlets
and fracture fillings for the majority of the interval with little to no veining over
the last 2-3m.  The rock is soft and is strongly magnetic (except for fault zone).
39.2-40.2m: ZFZ. Fractured rock and rubble.
41.5m: 2-3cm fault gouge.

46.70 58.20 VMM, MAFIC VOLCANIC MASSIVE E5491330 46.70 48.20 1.50 0.02
E5491331 48.20 49.00 0.80 0.02
E5491332 49.00 50.50 1.50 0.01
E5491333 50.50 52.00 1.50 0.02
E5491334 52.00 53.00 1.00 0.01
E5491335 53.00 54.30 1.30 0.01
E5491336 54.30 55.10 0.80 0.03
E5491337 55.10 56.60 1.50 0.01
E5491338 56.60 57.40 0.80 0.01
E5491340 57.40 58.20 0.80 0.02

The rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak to moderate hematite, weak sericite and leucoxene.
Pyrite concentrations range from trace to 1% throughout the interval and the
pyrite is vf-fg fracture filling and disseminated.  Veining consists of 1-2% high
angled CAR veinlets and stringers.  The rock is hard and is strongly magnetic.

58.20 67.10 VMX, MAFIC BRECCIA E5491341 58.20 59.00 0.80 0.01
E5491342 59.00 60.00 1.00 0.17
E5491343 60.00 61.30 1.30 0.01
E5491344 61.30 62.40 1.10 0.04
E5491345 62.40 63.40 1.00 0.10
E5491346 63.40 64.70 1.30 2.00
E5491347 64.70 66.00 1.30 0.43
E5491348 66.00 66.30 0.30 0.22
E5491350 66.30 67.10 0.80 0.01

The rock is fine grained/aphanitic and is dark grey to medium grey with a green
tint.  Patchy alterations include weak to moderate hematite, weak to moderate
sericite and moderate silicification (near LC).  2-3% vf-fg fracture filling and
disseminated pyrite averaged over the entire interval, as well as trace cpy.
Veining consists of ~3-5% QTZ/CAR veinlets as well as CAR veinlets, stringers
and fracture fillings.   There is specular hematite filling many of the fractures.
The rock is hard and non-magnetic.
The entire interval is of interest.
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Hole Number: H13-007                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

67.10 84.40 VUO, ULTRAMAFIC VOLCANIC E5491351 67.10 68.00 0.90 0.01
E5491352 68.00 68.80 0.80 0.00
E5491353 68.80 69.50 0.70 0.00
E5491354 69.50 70.50 1.00 0.00
E5491355 70.50 72.00 1.50 0.00
E5491356 72.00 73.50 1.50 0.01
E5491357 73.50 74.50 1.00 0.00
E5491358 74.50 75.50 1.00 0.00
E5491360 75.50 76.50 1.00 0.02
E5491361 76.50 78.00 1.50 0.00
E5491362 78.00 79.50 1.50 0.01
E5491363 79.50 81.00 1.50 0.01
E5491364 81.00 82.50 1.50 0.01
E5491365 82.50 83.50 1.00 0.01
E5491366 83.50 84.40 0.90 0.02

The rock is dark grey to black and is altered by strong pervasive chlorite.  Patchy
alterations include weak hematite and weak sericite.  There is ~1% fg (trace
mg) disseminated pyrite throughout.  Veining consists of ~2-3% QTZ/CAR and
CAR veinlets with a higher concentration over the first ~2.5m.  The rock is soft
and is strongly magnetic.

84.40 159.00 VMV, MAFIC VOLCANIC VARIOLITIC E5491367 84.40 85.30 0.90 1.91
E5491368 85.30 86.00 0.70 0.02
E5491370 86.00 87.00 1.00 0.02
E5491371 87.00 87.90 0.90 0.01
E5491372 87.90 89.00 1.10 0.01
E5491373 89.00 90.00 1.00 0.00
E5491374 90.00 91.00 1.00 0.00
E5491375 91.00 92.50 1.50 0.01
E5491376 92.50 94.00 1.50 0.01
E5491377 94.00 95.50 1.50 0.01
E5491378 95.50 97.00 1.50 0.01
E5491380 97.00 97.90 0.90 0.03
E5491381 97.90 99.00 1.10 0.00
E5491382 99.00 100.50 1.50 0.01
E5491383 100.50 102.00 1.50 0.00
E5491384 102.00 103.00 1.00 0.00
E5491385 103.00 104.50 1.50 0.00
E5491386 104.50 106.00 1.50 0.00
E5491387 106.00 107.50 1.50 0.02
E5491388 107.50 109.00 1.50 0.01
E5491390 109.00 109.90 0.90 0.00
E5491391 109.90 111.00 1.10 0.01
E5491392 111.00 111.70 0.70 0.00
E5491393 111.70 113.20 1.50 0.00
E5491394 158.10 159.20 1.10 0.01

Rock is fine grained/aphanitic and is dark grey with a green tint.  Localized
patches of strong brecciation are present.  Patchy alterations include weak to
moderatee albite, weak to moderate hematite, weak sericite, weak bleaching and
weak leucoxene.  There is trace-0.5% fg pyrite throughout most of the interval
with local concentrations of 1-2% over 60cm-1m.  Pyrite ranges in size from vfg
to mg and is fracture filling and disseminated.  Trace CPY is also present.
Veining consists primarily of ~1-3% CAR veinlets, stringers and fracture fillings
with a few local high concentrations of QTZ/CAR and CAR veins.  The rock is
hard and strongly magnetic.
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Hole Number: H13-007                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

159.00 220.60 VMM, MAFIC VOLCANIC MASSIVE E5491395 159.20 159.70 0.50 0.05
E5491396 159.70 161.20 1.50 0.10
E5491397 161.20 162.60 1.40 0.06
E5491398 162.60 164.10 1.50 0.13
E5491400 164.10 165.60 1.50 0.01
E5491401 165.60 166.40 0.80 0.02
E5491402 166.40 167.90 1.50 0.16
E5491403 167.90 168.70 0.80 0.01
E5491404 168.70 170.00 1.30 0.01
E5491405 170.00 171.30 1.30 0.02
E5491406 171.30 172.30 1.00 1.62
E5491407 172.30 173.00 0.70 0.77
E5491408 173.00 174.20 1.20 0.67
E5491410 174.20 175.20 1.00 0.23
E5491411 175.20 176.20 1.00 0.04
E5491412 176.20 177.70 1.50 0.03
E5491413 177.70 178.70 1.00 0.55
E5491414 178.70 180.00 1.30 0.14
E5491415 180.00 181.50 1.50 0.01
E5491416 213.90 215.00 1.10 0.00
E5491417 215.00 216.50 1.50 0.02
E5491418 216.50 218.00 1.50 0.00
E5491420 218.00 219.50 1.50 0.01
E5491421 219.50 220.60 1.10 0.01

The rock is dark grey with a green tint.  Patchy alterations include weak to
moderate leucoxene, weak hematite and weak epidote.  The pyrite concentration
alternates between trace to 1%, includes both vfg and fg, and is mostly fracture
filling with some disseminated.  For the first ~20m, There are high
concentrations of CAR bx veins (with strong patchy hematite), veins, and
veinlets.  The rest of the interval consists of ~1% CAR veinlets and stringers.
The rock is hard and is strongly magnetic.
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220.60 247.70 VMP, VOLCANIC MASSIVE PILLOWED E5491422 220.60 222.00 1.40 0.01
E5491423 222.00 223.40 1.40 0.01
E5491424 223.40 224.90 1.50 0.01
E5491425 224.90 226.30 1.40 0.03
E5491426 226.30 227.00 0.70 0.01
E5491427 227.00 228.00 1.00 0.01
E5491428 228.00 229.50 1.50 0.01
E5491430 229.50 231.00 1.50 0.01
E5491431 231.00 232.50 1.50 0.01
E5491432 232.50 234.00 1.50 0.02
E5491433 234.00 234.90 0.90 0.01
E5491434 234.90 235.80 0.90 0.01
E5491435 235.80 237.00 1.20 0.01
E5491436 237.00 237.80 0.80 0.01
E5491437 237.80 238.70 0.90 0.01
E5491438 238.70 240.20 1.50 0.02
E5491440 240.20 241.00 0.80 0.01
E5491441 241.00 242.00 1.00 0.01
E5491442 242.00 243.10 1.10 0.01
E5491443 243.10 244.50 1.40 0.01
E5491444 244.50 246.00 1.50 0.01
E5491445 246.00 247.00 1.00 0.02
E5491446 247.00 247.70 0.70 0.01

The rock is very fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak sericite, weak hematite, weak epidote, weak bleaching
and weak silicification.  There is ~1% vf-fg pyrite overall that is primarily fracture
and selvage filling with some disseminated and clustered.  Overall, there is ~1%
CAR stringers and veinlets with a higher concentration of lower angle veinlets at
the beginning of the unit.  Localized patches of amygdules, varioles and
brecciation are seen throughout the unit.  The rock is very hard and strongly
magnetic.
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247.70 280.10 VMX, MAFIC BRECCIA E5491447 247.70 249.00 1.30 0.26
E5491448 249.00 249.80 0.80 0.12
E5491450 249.80 250.80 1.00 0.12
E5491451 250.80 252.20 1.40 0.38
E5491452 252.20 253.00 0.80 0.20
E5491453 253.00 254.50 1.50 0.14
E5491454 254.50 255.50 1.00 0.39
E5491455 255.50 256.50 1.00 0.02
E5491456 256.50 257.80 1.30 0.01
E5491457 257.80 259.00 1.20 0.03
E5491458 259.00 259.60 0.60 0.03
E5491483 259.60 260.70 1.10 0.01
E5491460 260.70 261.70 1.00 0.01
E5491461 261.70 262.70 1.00 0.01
E5491462 262.70 263.70 1.00 0.01
E5491463 263.70 264.60 0.90 0.07
E5491464 264.60 265.30 0.70 0.63
E5491465 265.30 265.90 0.60 0.71
E5491466 265.90 267.40 1.50 0.68
E5491467 267.40 268.50 1.10 0.07
E5491468 268.50 270.00 1.50 0.12
E5491470 270.00 271.30 1.30 0.44
E5491471 271.30 272.30 1.00 0.01
E5491472 272.30 273.00 0.70 0.03
E5491473 273.00 274.00 1.00 0.02
E5491474 274.00 275.50 1.50 0.04
E5491475 275.50 276.20 0.70 0.23
E5491476 276.20 277.60 1.40 0.42
E5491477 277.60 278.60 1.00 0.28
E5491478 278.60 279.50 0.90 0.76
E5491480 279.50 280.10 0.60 0.56

The rock is fine grained/aphanitic and is dark grey with a green tint and patches
of light grey.  The first 5m is strongly brecciated with moderate to strong patchy
albite, moderate to strong patchy silicification and weak patchy sericite, 1-3%
vf-fg disseminated and fracture filling pyrite as well as trace chalcopyrite.
Throughout the rest of the interval patchy alterations include weak sericite,
moderate hematite, strong albite and weak silicification.  Veining is <1% CAR
stringers and veinlets upto ~257m.  At this point, large brecciated QTZ/CAR
veins become present with pyrite concentrations ranging from trace to 1%, as
well as trace-1% chalcopyrite and trace molybdenite. The rest of the interval has
pyrite concentrations that range from trace to 1% vfg fracture filling.  The rock is
hard and non-magnetic.
The entire interval is of interest.
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280.10 303.20 VMM, MAFIC VOLCANIC MASSIVE E5491481 280.10 281.00 0.90 0.21
E5491482 281.00 282.00 1.00 0.14
E5491484 282.00 283.50 1.50 0.04
E5491485 283.50 285.00 1.50 0.02
E5491486 285.00 286.50 1.50 0.01
E5491487 286.50 288.00 1.50 0.02
E5491488 288.00 289.50 1.50 0.03
E5491490 289.50 290.30 0.80 0.02
E5491491 290.30 291.50 1.20 0.01
E5491492 291.50 292.50 1.00 0.04
E5491493 292.50 294.00 1.50 0.04
E5491494 294.00 295.50 1.50 0.39
E5491495 295.50 296.30 0.80 0.01
E5491496 296.30 297.80 1.50 0.49
E5491497 297.80 298.90 1.10 0.02

The rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak leucoxene, weak sericite and weak hematite.  The
hematite is mostly fracture controlled.  Trace-0.5% fg fracture filling, clustered
and disseminated pyrite is present throughout with a local concentration of 1-2%
over ~1.5m.  Veining consists of ~1-3% low angle CAR veinlets, stringers and
fracture fillings.  Small patches of amygdules filled with pyrite present.  The rock
is hard and is mostly non-magnetic with a few meters of strong magnetism.

303.20 356.50 VMP, VOLCANIC MASSIVE PILLOWED E5491498 333.50 334.50 1.00 0.02
E5491500 334.50 336.00 1.50 0.01
E5491501 336.00 337.50 1.50 0.01
E5491502 337.50 339.00 1.50 0.01
E5491503 339.00 340.00 1.00 0.00
E5491504 340.00 340.90 0.90 0.00
E5491505 340.90 342.00 1.10 0.01
E5491506 342.00 342.70 0.70 0.01
E5491507 342.70 343.30 0.60 0.06
E5491508 343.30 344.60 1.30 0.00
E5491510 344.60 345.50 0.90 0.01
E5491511 345.50 347.00 1.50 0.01
E5491512 347.00 348.00 1.00 0.01
E5491513 348.00 349.50 1.50 0.00
E5491514 349.50 350.80 1.30 0.01
E5491515 350.80 351.60 0.80 0.02
E5491516 351.60 352.50 0.90 0.00
E5491517 352.50 354.00 1.50 0.01
E5491518 354.00 355.00 1.00 0.01
E5491520 355.00 355.80 0.80 0.02
E5491521 355.80 356.50 0.70 0.02

The rock is very fine to fine grained and is medium to dark grey with a green tint.
First ~40m: Patchy alterations include weak epidote and weak hematite.  The
epidote is mostly fracture controlled.  There is ~1-3% fg pyrite throughout.  Most
of the pyrite is fg and selvage controlled.  Some of these selvages are filled with
a mixture of pyrrohtite and pyrite.  Veining is hard to determine due to epidote
but there is ~1% CAR stringers present.
Last ~15m:  Patchy alterations include moderate silicification, weak epidote,
moderate hematite, weak sericite and moderate albite.  Overall, the pyrite ranges
from 1-3% selvage controlled, fracture filling and disseminated except for in the
interval of interest below.  There is ~1-3% CAR veinlets, stringers and fracture
fillings, with minor amounts of QTZ veinlets.
The rock is very hard and is strongly magnetic.
Interval of Interest:
340.9-343.3m: Patchy moderate silicification, weak epidote, weak sericite, strong
hematite.  2-3% vf-fg dissem pyrite + 5-7% vfg dissem (last 60cm - also
non-magnetic), 1% CAR stringers + 1-2% QTZ,CAR veinlets.  342-342.2m:
Fingers of syenitic intrusion, 40-50 deg TCA.
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356.50 388.60 VMM, MAFIC VOLCANIC MASSIVE E5491522 356.50 357.20 0.70 0.01
E5491523 357.20 358.00 0.80 0.02
E5491524 358.00 358.90 0.90 0.02
E5491525 358.90 360.00 1.10 0.24
E5491526 360.00 361.00 1.00 0.06
E5491527 361.00 361.80 0.80 1.74
E5491528 361.80 362.30 0.50 0.12
E5491530 362.30 363.30 1.00 0.04
E5491531 363.30 364.30 1.00 0.10
E5491532 364.30 365.30 1.00 0.58
E5491533 365.30 366.40 1.10 1.79
E5491534 366.40 367.70 1.30 0.21
E5491535 367.70 368.30 0.60 0.61
E5491536 368.30 369.50 1.20 0.91
E5491537 369.50 370.10 0.60 2.55
E5491538 370.10 370.90 0.80 2.33
E5491540 370.90 371.80 0.90 0.06
E5491541 371.80 372.60 0.80 0.02
E5491542 372.60 373.70 1.10 0.03
E5491543 373.70 375.00 1.30 0.04
E5491544 375.00 375.80 0.80 0.01
E5491545 375.80 376.60 0.80 0.02
E5491546 376.60 377.50 0.90 0.03
E5491547 377.50 378.10 0.60 0.02
E5491548 378.10 378.80 0.70 0.03
E5491550 378.80 380.00 1.20 0.03
E5491551 380.00 381.00 1.00 0.03
E5491552 381.00 382.00 1.00 0.01
E5491553 382.00 383.00 1.00 0.02
E5491554 383.00 384.20 1.20 0.02
E5491555 384.20 385.00 0.80 0.02
E5491556 385.00 386.00 1.00 0.01
E5491557 386.00 387.30 1.30 0.14
E5491558 387.30 388.60 1.30 0.03

MAFIC VOLCANICS WITH STRONG BRECCIATION AND SILICIFICATION:
The rock is fine grained/aphanitic and is dark grey with a green or purple tint.
Patchy alterations include weak to strong silicification, weak to moderate
hematite, weak to moderate leucoxene, moderate albite and weak bleaching.
The majority of the interval has vf-fg disseminated and fracture filling pyrite that
ranges from 0.5-2%.  There are also local concentrations of ~4-5% vf-fg pyrite
over intervals ranging from 50-80cm.  Veining consists primarily of CAR veinlets,
stringers and fracture fillings with minor amounts of QTZ/CAR veinlets.  There
are small patches of localized higher veining concentrations as well as some
QTZ/CAR veinlets that could possibly be c-veins.  Brecciation is seen in some of
the veining.  There are large patches of strong brecciation throughout the unit.
The rock is very hard and strongly magnetic.
The entire interval is of interest.
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388.60 419.60 VMV, MAFIC VOLCANIC VARIOLITIC E5491560 388.60 390.00 1.40 4.28
E5491561 390.00 391.00 1.00 0.04
E5491562 391.00 391.30 0.30 3.16
E5491563 391.30 392.30 1.00 0.16
E5491564 392.30 392.80 0.50 0.12
E5491565 392.80 393.30 0.50 0.02
E5491566 393.30 394.40 1.10 0.01
E5491567 394.40 395.50 1.10 0.01
E5491568 395.50 396.40 0.90 0.01
E5491570 396.40 397.50 1.10 0.01
E5491571 397.50 398.90 1.40 0.01
E5491572 398.90 399.80 0.90 0.01
E5491573 399.80 400.50 0.70 0.01
E5491574 400.50 401.70 1.20 0.01
E5491575 401.70 402.60 0.90 0.03
E5491576 402.60 403.50 0.90 0.02
E5491577 403.50 405.00 1.50 0.00
E5491578 405.00 405.60 0.60 0.07
E5491580 405.60 407.00 1.40 0.04
E5491581 407.00 407.80 0.80 0.02
E5491582 407.80 408.60 0.80 0.09
E5491583 408.60 409.00 0.40 0.02
E5491584 409.00 409.90 0.90 0.04
E5491585 409.90 411.00 1.10 0.01
E5491586 411.00 412.50 1.50 0.01

The rock is fine grained/aphanitic and is dark grey with a green tint.   Patchy
alterations include weak to moderate hematite, weak bleaching, and moderate
silicification.  @~411m weak patchy fracture controlled epidote becomes present
and dominates the alterations.  Moderate to strong brecciation over the first few
meters (see interval below).  Throughout most of the interval there is 0.5-1%
vf-fg disseminated and fracture filling pyrite.  Trace chalcopyrite present.  Larger
concentrations ranging from 3-6% can be seen in smaller intervals throughout.
Veining consists of ~1-2% CAR veinlets and stringers.  Below 409m, the rock is
very fractured and most of the fractures and stringers have been replaced by
epidote. The rock is hard and strongly magentic.

Intervals of Interest:
388.6-394.4m: VMX.  Pervasive silicification throughout ranging from weak to
strong.  Patchy weak to moderate albite, moderate hematite.  2-3% vf-fg
disseminated and fracture filling pyrite throughout.  1-2% CAR veinlets+stringers

419.60 480.00 VMM, MAFIC VOLCANIC MASSIVE
The rock is fine grained/aphanitic and is dark grey with a green tint and bright
green filled fractures.  Patchy alterations include weak patchy epidote (mostly
fracture controlled), weak hematite and weak sericite, and moderate bleaching.
Pyrite conentrations range from trace to 1% throughout the unit.  Pyrite is fine
grained and is mostly fracture filling, clustered or disseminated over small
patches. These small disseminated patches seem to be mostly associated with
increased epidote alteration.  The rock is strongly fractured for the first 25m and
veining is hard to estimate due to fracture controlled epidote alteration.  Veining
percentage includes epidote stringers and fracture fillings. After the first 25m,
fracturing and epidote alteration decreases.  Small patches of varioles and
moderate to strong brecciation can be seen.  The rock is hard and is
non-magnetic.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491299 17.20 18.70 0.1225
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Sample Type ASSAY
E5491300 18.70 19.80 0.2190
E5491301 19.80 20.60 0.0080
E5491302 20.60 21.40 0.0460
E5491303 21.40 22.20 0.2960
E5491304 22.20 23.10 0.1100
E5491305 23.10 24.40 0.0150
E5491306 24.40 25.70 0.0880
E5491307 25.70 27.00 0.1950
E5491308 27.00 27.70 0.0330
E5491310 27.70 28.90 0.0040
E5491311 28.90 30.10 0.0095
E5491312 30.10 31.10 0.0360
E5491313 31.10 32.00 0.0070
E5491314 32.00 33.00 0.0120
E5491315 33.00 34.30 0.0080
E5491316 34.30 35.00 0.0080
E5491317 35.00 36.00 0.0120
E5491318 36.00 37.00 0.0070
E5491320 37.00 38.00 0.0090
E5491321 38.00 39.20 0.0070
E5491322 39.20 40.20 0.0210
E5491323 40.20 41.50 0.0100
E5491324 41.50 42.50 0.0010
E5491325 42.50 43.50 0.0020
E5491326 43.50 44.30 0.0020
E5491327 44.30 45.50 0.0100
E5491328 45.50 46.70 0.0130
E5491330 46.70 48.20 0.0150
E5491331 48.20 49.00 0.0150
E5491332 49.00 50.50 0.0090
E5491333 50.50 52.00 0.0220
E5491334 52.00 53.00 0.0090
E5491335 53.00 54.30 0.0070
E5491336 54.30 55.10 0.0270
E5491337 55.10 56.60 0.0120
E5491338 56.60 57.40 0.0120
E5491340 57.40 58.20 0.0210
E5491341 58.20 59.00 0.0080
E5491342 59.00 60.00 0.1680
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E5491343 60.00 61.30 0.0130
E5491344 61.30 62.40 0.0370
E5491345 62.40 63.40 0.0960
E5491346 63.40 64.70 2.0000
E5491347 64.70 66.00 0.4270
E5491348 66.00 66.30 0.2180
E5491350 66.30 67.10 0.0070
E5491351 67.10 68.00 0.0050
E5491352 68.00 68.80 0.0040
E5491353 68.80 69.50 0.0030
E5491354 69.50 70.50 0.0030
E5491355 70.50 72.00 0.0010
E5491356 72.00 73.50 0.0060
E5491357 73.50 74.50 0.0020
E5491358 74.50 75.50 0.0005
E5491360 75.50 76.50 0.0150
E5491361 76.50 78.00 0.0020
E5491362 78.00 79.50 0.0100
E5491363 79.50 81.00 0.0070
E5491364 81.00 82.50 0.0120
E5491365 82.50 83.50 0.0140
E5491366 83.50 84.40 0.0180
E5491367 84.40 85.30 1.9100
E5491368 85.30 86.00 0.0160
E5491370 86.00 87.00 0.0160
E5491371 87.00 87.90 0.0120
E5491372 87.90 89.00 0.0070
E5491373 89.00 90.00 0.0020
E5491374 90.00 91.00 0.0030
E5491375 91.00 92.50 0.0060
E5491376 92.50 94.00 0.0140
E5491377 94.00 95.50 0.0050
E5491378 95.50 97.00 0.0050
E5491380 97.00 97.90 0.0310
E5491381 97.90 99.00 0.0040
E5491382 99.00 100.50 0.0130
E5491383 100.50 102.00 0.0020
E5491384 102.00 103.00 0.0020
E5491385 103.00 104.50 0.0005
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E5491386 104.50 106.00 0.0010
E5491387 106.00 107.50 0.0220
E5491388 107.50 109.00 0.0080
E5491390 109.00 109.90 0.0030
E5491391 109.90 111.00 0.0050
E5491392 111.00 111.70 0.0040
E5491393 111.70 113.20 0.0010
E5491394 158.10 159.20 0.0120
E5491395 159.20 159.70 0.0530
E5491396 159.70 161.20 0.1040
E5491397 161.20 162.60 0.0580
E5491398 162.60 164.10 0.1320
E5491400 164.10 165.60 0.0130
E5491401 165.60 166.40 0.0170
E5491402 166.40 167.90 0.1550
E5491403 167.90 168.70 0.0050
E5491404 168.70 170.00 0.0050
E5491405 170.00 171.30 0.0160
E5491406 171.30 172.30 1.6200
E5491407 172.30 173.00 0.7660
E5491408 173.00 174.20 0.6720
E5491410 174.20 175.20 0.2310
E5491411 175.20 176.20 0.0380
E5491412 176.20 177.70 0.0260
E5491413 177.70 178.70 0.5490
E5491414 178.70 180.00 0.1440
E5491415 180.00 181.50 0.0060
E5491416 213.90 215.00 0.0030
E5491417 215.00 216.50 0.0220
E5491418 216.50 218.00 0.0040
E5491420 218.00 219.50 0.0070
E5491421 219.50 220.60 0.0060
E5491422 220.60 222.00 0.0060
E5491423 222.00 223.40 0.0130
E5491424 223.40 224.90 0.0070
E5491425 224.90 226.30 0.0290
E5491426 226.30 227.00 0.0060
E5491427 227.00 228.00 0.0110
E5491428 228.00 229.50 0.0050
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Sample Type ASSAY
E5491430 229.50 231.00 0.0130
E5491431 231.00 232.50 0.0060
E5491432 232.50 234.00 0.0210
E5491433 234.00 234.90 0.0050
E5491434 234.90 235.80 0.0060
E5491435 235.80 237.00 0.0050
E5491436 237.00 237.80 0.0100
E5491437 237.80 238.70 0.0060
E5491438 238.70 240.20 0.0150
E5491440 240.20 241.00 0.0060
E5491441 241.00 242.00 0.0120
E5491442 242.00 243.10 0.0110
E5491443 243.10 244.50 0.0140
E5491444 244.50 246.00 0.0085
E5491445 246.00 247.00 0.0230
E5491446 247.00 247.70 0.0110
E5491447 247.70 249.00 0.2640
E5491448 249.00 249.80 0.1160
E5491450 249.80 250.80 0.1200
E5491451 250.80 252.20 0.3820
E5491452 252.20 253.00 0.2030
E5491453 253.00 254.50 0.1350
E5491454 254.50 255.50 0.3870
E5491455 255.50 256.50 0.0200
E5491456 256.50 257.80 0.0105
E5491457 257.80 259.00 0.0340
E5491458 259.00 259.60 0.0310
E5491483 259.60 260.70 0.0110
E5491460 260.70 261.70 0.0100
E5491461 261.70 262.70 0.0100
E5491462 262.70 263.70 0.0140
E5491463 263.70 264.60 0.0680
E5491464 264.60 265.30 0.6340
E5491465 265.30 265.90 0.7100
E5491466 265.90 267.40 0.6750
E5491467 267.40 268.50 0.0650
E5491468 268.50 270.00 0.1165
E5491470 270.00 271.30 0.4380
E5491471 271.30 272.30 0.0110
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E5491472 272.30 273.00 0.0260
E5491473 273.00 274.00 0.0180
E5491474 274.00 275.50 0.0350
E5491475 275.50 276.20 0.2320
E5491476 276.20 277.60 0.4210
E5491477 277.60 278.60 0.2820
E5491478 278.60 279.50 0.7635
E5491480 279.50 280.10 0.5590
E5491481 280.10 281.00 0.2110
E5491482 281.00 282.00 0.1370
E5491484 282.00 283.50 0.0430
E5491485 283.50 285.00 0.0200
E5491486 285.00 286.50 0.0090
E5491487 286.50 288.00 0.0180
E5491488 288.00 289.50 0.0250
E5491490 289.50 290.30 0.0150
E5491491 290.30 291.50 0.0100
E5491492 291.50 292.50 0.0350
E5491493 292.50 294.00 0.0420
E5491494 294.00 295.50 0.3920
E5491495 295.50 296.30 0.0070
E5491496 296.30 297.80 0.4860
E5491497 297.80 298.90 0.0180
E5491498 333.50 334.50 0.0200
E5491500 334.50 336.00 0.0130
E5491501 336.00 337.50 0.0070
E5491502 337.50 339.00 0.0100
E5491503 339.00 340.00 0.0030
E5491504 340.00 340.90 0.0040
E5491505 340.90 342.00 0.0090
E5491506 342.00 342.70 0.0050
E5491507 342.70 343.30 0.0550
E5491508 343.30 344.60 0.0030
E5491510 344.60 345.50 0.0080
E5491511 345.50 347.00 0.0050
E5491512 347.00 348.00 0.0100
E5491513 348.00 349.50 0.0020
E5491514 349.50 350.80 0.0090
E5491515 350.80 351.60 0.0160
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491516 351.60 352.50 0.0040
E5491517 352.50 354.00 0.0070
E5491518 354.00 355.00 0.0070
E5491520 355.00 355.80 0.0190
E5491521 355.80 356.50 0.0170
E5491522 356.50 357.20 0.0070
E5491523 357.20 358.00 0.0150
E5491524 358.00 358.90 0.0160
E5491525 358.90 360.00 0.2360
E5491526 360.00 361.00 0.0620
E5491527 361.00 361.80 1.7400
E5491528 361.80 362.30 0.1220
E5491530 362.30 363.30 0.0420
E5491531 363.30 364.30 0.0950
E5491532 364.30 365.30 0.5840
E5491533 365.30 366.40 1.7900
E5491534 366.40 367.70 0.2050
E5491535 367.70 368.30 0.6125
E5491536 368.30 369.50 0.9050
E5491537 369.50 370.10 2.5500
E5491538 370.10 370.90 2.3300
E5491540 370.90 371.80 0.0640
E5491541 371.80 372.60 0.0170
E5491542 372.60 373.70 0.0300
E5491543 373.70 375.00 0.0410
E5491544 375.00 375.80 0.0080
E5491545 375.80 376.60 0.0170
E5491546 376.60 377.50 0.0250
E5491547 377.50 378.10 0.0170
E5491548 378.10 378.80 0.0260
E5491550 378.80 380.00 0.0270
E5491551 380.00 381.00 0.0340
E5491552 381.00 382.00 0.0140
E5491553 382.00 383.00 0.0170
E5491554 383.00 384.20 0.0150
E5491555 384.20 385.00 0.0170
E5491556 385.00 386.00 0.0080
E5491557 386.00 387.30 0.1390
E5491558 387.30 388.60 0.0290
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Hole Number: H13-007                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491560 388.60 390.00 4.2800
E5491561 390.00 391.00 0.0430
E5491562 391.00 391.30 3.1600
E5491563 391.30 392.30 0.1550
E5491564 392.30 392.80 0.1160
E5491565 392.80 393.30 0.0220
E5491566 393.30 394.40 0.0140
E5491567 394.40 395.50 0.0050
E5491568 395.50 396.40 0.0070
E5491570 396.40 397.50 0.0100
E5491571 397.50 398.90 0.0070
E5491572 398.90 399.80 0.0070
E5491573 399.80 400.50 0.0090
E5491574 400.50 401.70 0.0070
E5491575 401.70 402.60 0.0270
E5491576 402.60 403.50 0.0150
E5491577 403.50 405.00 0.0010
E5491578 405.00 405.60 0.0670
E5491580 405.60 407.00 0.0430
E5491581 407.00 407.80 0.0230
E5491582 407.80 408.60 0.0880
E5491583 408.60 409.00 0.0160
E5491584 409.00 409.90 0.0370
E5491585 409.90 411.00 0.0135
E5491586 411.00 412.50 0.0090
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0

6.00
HPO

6.00

58.40
VMM

58.40

96.10
SCO

96.10

102.50
IMO

102.50

123.50
VUO

123.50

130.70
ZFZ

130.70

238.90
VUO

238.90

324.00
VGB

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371785.000000 551485.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-008               DDH

Hislop Township

YES CP468

DECIMAL METRIC

265.00 -50.00

pperlock

Garant

0 324.00

Completed: Feb 18, 2013Start Date: Feb 14, 2013

Entered On: Feb 16, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Hole Number: H13-008                                           Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371785.00 North: Collar Az:

Location: Hislop Township East: 551485.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Feb 14, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Feb 18, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-50.00

265.00

324.00

0.00

324.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar; Duplicate of test @ 30m 30.00 mag field = 5682259.40 259.40-48.50 -48.50EZ Shot OK EZ Shot OK

50.00 mag field = 5667 102.00 mag field = 5635263.90 265.90-49.40 -48.00EZ Shot OK EZ Shot OK

150.00 mag field = 5584 200.00 mag field = 5548269.10 265.10-48.70 -50.10EZ Shot OK EZ Shot OK

250.00 mag field = 5550 300.00 mag field = 5567266.10 266.90-48.90 -48.60EZ Shot OK EZ Shot OK

321.00 mag field = 5552267.80 -48.90 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 6.00 HPO, OVERBURDEN
Casing for 6m.  ~1.4m core recovered.



Page 2 of 6Dec 12, 2013 DETAILED LOG

Hole Number: H13-008                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

6.00 58.40 VMM, MAFIC VOLCANIC MASSIVE E5489245 16.60 17.40 0.80 0.01
E5489246 17.40 18.10 0.70 0.15
E5489247 18.10 19.50 1.40 0.00
E5489248 19.50 21.00 1.50 0.01
E5489249 21.00 22.40 1.40 1.93
E5489250 22.40 23.20 0.80 0.50
E5489251 23.20 24.10 0.90 18.20
E5489253 24.10 25.50 1.40 0.06
E5489254 25.50 27.00 1.50 0.04
E5489255 27.00 28.50 1.50 0.06
E5489256 28.50 30.00 1.50 0.01
E5489257 30.00 31.50 1.50 0.07
E5489258 31.50 32.70 1.20 0.35
E5489259 32.70 33.70 1.00 0.05
E5489260 33.70 34.50 0.80 0.01
E5489262 34.50 36.00 1.50 0.09
E5489263 36.00 37.50 1.50 0.03
E5489264 37.50 39.00 1.50 0.09
E5489265 39.00 40.50 1.50 0.01
E5489266 40.50 42.00 1.50 0.01
E5489267 42.00 42.90 0.90 0.00
E5489268 42.90 44.30 1.40 0.74
E5489269 44.30 45.50 1.20 0.01
E5489270 45.50 46.50 1.00 0.01
E5489272 46.50 48.00 1.50 0.00
E5489273 48.00 49.50 1.50 0.05
E5489274 49.50 50.70 1.20 0.01
E5489275 50.70 51.50 0.80 0.02
E5489276 51.50 52.50 1.00 0.08
E5489277 52.50 53.50 1.00 0.01
E5489278 53.50 54.50 1.00 0.01
E5489279 54.50 56.00 1.50 0.01
E5489280 56.00 57.00 1.00 0.01
E5489282 57.00 58.40 1.40 0.03

BRECCIATED MAFIC VOLCANIC WITH PILLOWS:
The rock is fine-grained and is moderate greyish green.  Patchy alterations
include weak sericite, moderate to strong hematite, weak leucoxene and weak
epidote. There is ~0.5-1% vfg-fg clustered and fracture filling pyrite throughout,
including local concentrations of 2% over 4m and 5-7% over ~60cm.  Veining
consists of ~3-5% CAR veinlets, fracture fillings and veins throughout.  There is
moderate to strong brecciation throughout the entire unit.  There are also a few
pillows present.  The rock is hard and is non-magnetic.
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Hole Number: H13-008                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

58.40 96.10 SCO, CONGLOMERATES E5489283 58.40 59.40 1.00 0.05
E5489284 74.00 75.00 1.00 0.09
E5489285 75.00 76.00 1.00 0.07
E5489286 76.00 77.00 1.00 0.04
E5489287 77.00 78.40 1.40 0.20
E5489288 78.40 79.50 1.10 0.11
E5489289 79.50 80.80 1.30 0.05
E5489290 80.80 82.00 1.20 0.02
E5489292 82.00 83.00 1.00 0.07
E5489293 83.00 84.00 1.00 0.06
E5489294 84.00 85.50 1.50 0.13
E5489295 85.50 86.60 1.10 0.07
E5489296 86.60 87.50 0.90 0.11
E5489297 87.50 88.30 0.80 0.13
E5489298 88.30 89.80 1.50 0.09
E5489299 89.80 91.10 1.30 0.11
E5489300 91.10 92.20 1.10 0.04
E5489302 92.20 92.90 0.70 0.08
E5489303 92.90 94.00 1.10 0.08
E5489304 94.00 95.00 1.00 0.22
E5489305 95.00 96.10 1.10 0.05

Distinct UC 80-90 deg TCA.  The rock is polymictic with a fine grained
groundmass and poorly sorted sub-angular to angular clasts ranging in size from
1mm-5cm.  Color changes from medium grey to dark grey with intervals of light
brown and deep red.  Patchy alterations include weak to moderate k-feldspar,
weak to moderate hematite, weak sericite and weak chlorite.  There are trace
amounts of specular hematite present.  The majority of the unit has trace-0.5%
vfg-fg dissem and fracture filling pyrite, except for the last 5m where the
concentration increases to 2-3% vfg dissem pyrite.  There are trace amounts of
cpy throughout the unit.  Veining consists of ~1-2% CAR fracture fillings and
veinlets.  The rock is moderately soft and has strong patchy magnetism.
65.4-66.4m and 68.8-69.8m: IMO. Moderate pervasive hematite, trace fg pyrite,
1-2% CAR veinlets

96.10 102.50 IMO, MAFIC INTUSIVE E5489306 96.10 97.50 1.40 0.09
E5489307 97.50 99.00 1.50 0.05Distinct UC 50-60 deg TCA.  Rock is fine grained/aphanitic and is dark grey in

color.  Patchy alterations include moderate heamtite, weak leucoxene, and weak
sericite.  Trace vfg clustered and disseminated pyrite is found throughout.
Veining consists of ~2-3% overall with brecciated CAR veinlets at the beginning
of the interval and more CAR veinlets and fracture fillings towards the end.
Small patches of moderate to strong brecciation throughout.  The rock is hard
and is strongly magnetic with patches of weak magnetism.
102-102.5m: VMO.  Distinct UC 80-90.  Trace vfg PY, <1% CAR vls.

102.50 123.50 VUO, ULTRAMAFIC VOLCANIC
Dark black rock with light green chlorite alteration.  Moderate patchy hematite
alteration over the first 4.5m.  Trace fg disseminated pyrite throughout.  Veining
consists of ~3-5% CAR veinlets and fracture fills.  Spinifex texture is present
throughout.  Rock is soft and strongly magnetic.

107-107.2m: IMO. Distinct UC, 30-50 deg TCA.Moderate pervasive
hematite,trace PY, <1% CAR vls.

123.50 130.70 ZFZ, FAULT ZONE
The fault is hosted in VUO.  Multiple slip patches and shearing are present that
runs ~5-20 deg TCA as well as patches of fault gouge.  Rock is black with patchy
green chlorite alteration.  Moderate patchy hematite is present.  There are trace
amounts of fg pyrite.  Veining consists of ~1% CAR veinlets and fracture fillings.
The rock is soft and strongly magnetic.
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Hole Number: H13-008                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

130.70 238.90 VUO, ULTRAMAFIC VOLCANIC
Rock is black with patchy green chlorite alteration.  Patchy moderate hematite
and weak serpentine.  There are trace amounts of fg pyrite throughout.  Veining
consists of ~3-5% CAR veinlets, and fracture fillings.  50-60% QTZ/CAveins over
~4m that are mottled with strong chlorite, strong sericite and moderate hematite
alterations.  Small patches of fault gouge ranging in size from 5-20cm are
present throughout as well as spinifex texture.  The rock is soft and magnetic.

161.6-162.7m: ISP. Distinct UC 60-70 deg TCA.  Weak pervasive hematite,
moderate pervasive silica, trace fg PY, <1% CAR str.
163.3-164.5m: IMO.  Distinct UC 80-90 deg TCA.  Moderate pervasive hematite,
0.5% fg PY, <1% CAR str.
193.9-196.4m: IMO. Strong pervasive hematite, Trace fg PY, 8-10% CAR
veinlets.
196.4-197m: ZFZ. VUO. Distinct UC 5-10 deg TCA.  Strong patchy chlorite, fault
gouge.
197-197.6m: IMO. Moderate pervasive hematite, trace fg PY, 15-20% CAR
veinlets.
197.6-201m: ZFZ. VUO. Multiple patches of fault gouge.

238.90 324.00 VGB, BIOTITIC GABBRO
Rock is medium to coarse grained and is dark grey with a green tint.  Patchy
alterations include weak epidote.  Trace fg fracture filling and disseminated pyrite
and trace chalcopyrite.  Veining consists of <1% CAR veinlets.  The rock is hard
and strongly magnetic.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489245 16.60 17.40 0.0074
E5489246 17.40 18.10 0.1460
E5489247 18.10 19.50 0.0020
E5489248 19.50 21.00 0.0080
E5489249 21.00 22.40 1.9300
E5489250 22.40 23.20 0.4970
E5489251 23.20 24.10 18.2000
E5489253 24.10 25.50 0.0620
E5489254 25.50 27.00 0.0370
E5489255 27.00 28.50 0.0560
E5489256 28.50 30.00 0.0130
E5489257 30.00 31.50 0.0692
E5489258 31.50 32.70 0.3530
E5489259 32.70 33.70 0.0520
E5489260 33.70 34.50 0.0100
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Hole Number: H13-008                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489262 34.50 36.00 0.0940
E5489263 36.00 37.50 0.0300
E5489264 37.50 39.00 0.0880
E5489265 39.00 40.50 0.0120
E5489266 40.50 42.00 0.0080
E5489267 42.00 42.90 0.0040
E5489268 42.90 44.30 0.7400
E5489269 44.30 45.50 0.0140
E5489270 45.50 46.50 0.0102
E5489272 46.50 48.00 0.0040
E5489273 48.00 49.50 0.0480
E5489274 49.50 50.70 0.0090
E5489275 50.70 51.50 0.0200
E5489276 51.50 52.50 0.0750
E5489277 52.50 53.50 0.0080
E5489278 53.50 54.50 0.0050
E5489279 54.50 56.00 0.0080
E5489280 56.00 57.00 0.0080
E5489282 57.00 58.40 0.0296
E5489283 58.40 59.40 0.0470
E5489284 74.00 75.00 0.0910
E5489285 75.00 76.00 0.0720
E5489286 76.00 77.00 0.0390
E5489287 77.00 78.40 0.2040
E5489288 78.40 79.50 0.1050
E5489289 79.50 80.80 0.0540
E5489290 80.80 82.00 0.0170
E5489292 82.00 83.00 0.0700
E5489293 83.00 84.00 0.0570
E5489294 84.00 85.50 0.1270
E5489295 85.50 86.60 0.0685
E5489296 86.60 87.50 0.1070
E5489297 87.50 88.30 0.1320
E5489298 88.30 89.80 0.0870
E5489299 89.80 91.10 0.1120
E5489300 91.10 92.20 0.0350
E5489302 92.20 92.90 0.0760
E5489303 92.90 94.00 0.0820
E5489304 94.00 95.00 0.2200
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Hole Number: H13-008                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489305 95.00 96.10 0.0490
E5489306 96.10 97.50 0.0850
E5489307 97.50 99.00 0.0545
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371785.000000 551610.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-009               DDH

Hislop Township

YES CP468

DECIMAL METRIC

265.00 -50.00

bhua/pperlock

Garant

0 465.00

Completed: Mar 01, 2013Start Date: Feb 18, 2013

Entered On: Feb 25, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: H13-009                                           Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371785.00 North: Collar Az:

Location: Hislop Township East: 551610.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Feb 18, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 01, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-50.00

265.00

465.00

0.00

465.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar; Duplicate of test @ 27m 27.00 mag field = 5685264.20 264.20-50.90 -50.90EZ Shot OK EZ Shot OK

51.00 mag field = 5686 99.00 mag field = 5647266.50 264.70-49.90 -49.50EZ Shot OK EZ Shot OK

150.00 mag field = 5644 200.00 mag field = 5805; Mag high but azi on track269.00 266.90-48.80 -50.00EZ Shot OK EZ Shot OK

252.00 mag field = 5873; Mag high but azi on track 300.00 mag field = 5470267.50 270.50-48.50 -48.20EZ Shot OK EZ Shot OK

351.00 mag field = 5514 402.00 mag field = 5587269.50 269.00-48.70 -49.10EZ Shot OK EZ Shot OK

450.00 mag field = 5471270.40 -49.00 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 6.00 HPO, OVERBURDEN
OVERBURDEN -
6m of casing used.  0.4m of core recovered as VMM

6.00 12.30 VMM, MAFIC VOLCANIC MASSIVE E5489308 6.00 7.50 1.50 0.00
E5489309 7.50 9.00 1.50 0.00
E5489310 9.00 10.10 1.10 0.00
E5489311 10.10 11.30 1.20 0.00
E5489312 11.30 12.30 1.00 0.01

MAFIC VOLCANIC ROCK -
Rock is grey with green tint.  Aphanitic to fine grained.  HE alteration is fracture
controlled and decreasing with depth. Trace amounts of PY.  2 CAR veinlets
intersect unit at shallow angle TCA.  Rock is soft with no magnetism.



Page 2 of 11Dec 12, 2013 DETAILED LOG

Hole Number: H13-009                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

12.30 52.90 VMV, MAFIC VOLCANIC VARIOLITIC E5489313 12.30 13.10 0.80 0.01
E5489315 13.10 13.90 0.80 0.00
E5489316 13.90 15.10 1.20 0.02
E5489317 15.10 16.40 1.30 0.01
E5489318 16.40 16.80 0.40 0.01
E5489319 16.80 17.70 0.90 0.24
E5489320 17.70 18.40 0.70 0.26
E5489321 18.40 19.40 1.00 0.18
E5489322 19.40 20.50 1.10 0.49
E5489324 20.50 21.70 1.20 0.01
E5489325 21.70 23.00 1.30 0.00
E5489326 23.00 24.00 1.00 0.00
E5489327 24.00 25.50 1.50 0.00
E5489328 25.50 27.00 1.50 0.03
E5489329 27.00 28.20 1.20 0.01
E5489330 28.20 28.90 0.70 0.05
E5489331 28.90 29.60 0.70 0.09
E5489333 29.60 30.90 1.30 0.07
E5489334 30.90 31.40 0.50 0.02
E5489335 31.40 32.40 1.00 0.07
E5489336 32.40 33.40 1.00 0.01
E5489337 33.40 34.60 1.20 0.00
E5489338 34.60 36.00 1.40 0.00
E5489339 36.00 37.00 1.00 0.00
E5489340 37.00 38.10 1.10 0.01
E5489341 38.10 39.00 0.90 0.03
E5489342 39.00 39.80 0.80 0.01
E5489344 39.80 40.90 1.10 0.01
E5489345 40.90 42.00 1.10 0.02
E5489346 42.00 43.50 1.50 0.01
E5489347 43.50 45.00 1.50 0.01
E5489348 45.00 46.20 1.20 0.01
E5489349 46.20 46.80 0.60 0.01
E5489350 46.80 48.00 1.20 0.01
E5489351 48.00 49.50 1.50 0.00
E5489352 49.50 51.00 1.50 0.00
E5489353 51.00 52.10 1.10 0.01
E5489354 52.10 52.90 0.80 0.01

MAFIC VARIOLITIC FLOW WITH BRECCIATED INTERVALS -
Rock is pale green to green.  Aphanitic with brecciated intervals having clasts up
to 2cm.  Indistinct upper contact marked at vein where varioles occur
afterwards.  Pillow selvages present in lower third of unit.  HE alteration
decreases with depth but can be seen in veinlets in specular form.  SER occurs
around varioles and CAR veinlets.  CHL is present and concentrated around
brecciated intervals as matrix.  Low concentrations of PY present but locally can
be seen within fracture fillings and veinlets.  Minor veinlet with CPY. CAR fracture
fillings dominant, but QZ also present in areas where brecciation occurs.
Appearance of c-veins with CAR edges and QZ centred crustiform texture.  Rock
is soft with no magnetism.

Intervals of interest
16.8-20.5 - VMX - Variolitic flow with brecciation.  Large CAR vein present.  Low
concentration of sulphides.  Weakly altered with minor SER and CHL.
28.9-29.6 - VMX - Variolitic flow with brecciation.  Low concentration of sulphides
locally up to 1%.  Weakly altered with minor SER and CHL.  Veinlets have
appearance of crustiform texture.
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Hole Number: H13-009                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

52.90 64.40 VMX, MAFIC BRECCIA E5489355 52.90 54.00 1.10 0.62
E5489357 54.00 54.80 0.80 0.20
E5489358 54.80 55.80 1.00 0.26
E5489359 55.80 57.00 1.20 0.29
E5489360 57.00 58.20 1.20 0.05
E5489361 58.20 59.50 1.30 0.02
E5489362 59.50 60.50 1.00 0.75
E5489363 60.50 61.80 1.30 1.73
E5489365 61.80 62.80 1.00 4.07
E5489366 62.80 63.40 0.60 1.86
E5489367 63.40 64.40 1.00 1.07

BRECCIATED MAFIC VARIOLITIC FLOW -
Rock is pale green to light grey.  Fine grained.  Upper contact defined by veining
contact.  LCX is disseminated but patchy throughout.  SIL is present in patchy
intervals more localized towards middle of unit.  Minor SER visible.  PY increases
with SIL and around increased brecciated veining.  CAR dominant veinlets are
present, but crustiform texture also present.  Rock is moderate with no
magnetism.
Entire interval is of interest.
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64.40 132.80 VMV, MAFIC VOLCANIC VARIOLITIC E5489368 64.40 65.20 0.80 0.11
E5489369 65.20 66.70 1.50 0.13
E5489370 66.70 68.20 1.50 0.41
E5489371 68.20 69.30 1.10 0.12
E5489372 69.30 70.50 1.20 0.17
E5489374 70.50 71.90 1.40 0.01
E5489375 71.90 72.80 0.90 0.02
E5489376 72.80 73.50 0.70 0.01
E5489377 73.50 75.00 1.50 0.01
E5489378 75.00 76.50 1.50 0.00
E5489379 76.50 78.00 1.50 0.01
E5489380 78.00 79.00 1.00 0.02
E5489381 79.00 79.90 0.90 0.01
E5489382 79.90 81.30 1.40 0.70
E5489384 81.30 82.70 1.40 0.01
E5489385 82.70 84.00 1.30 0.01
E5489386 84.00 85.00 1.00 0.01
E5489387 85.00 86.40 1.40 0.10
E5489388 86.40 86.90 0.50 0.01
E5489389 86.90 88.00 1.10 0.02
E5489390 88.00 89.20 1.20 0.09
E5489391 89.20 90.00 0.80 0.01
E5489392 90.00 91.50 1.50 0.00
E5489393 91.50 93.00 1.50 0.01
E5489394 93.00 94.50 1.50 0.00
E5489396 94.50 95.90 1.40 0.00
E5489397 95.90 97.00 1.10 0.00
E5489398 97.00 98.00 1.00 0.01
E5489399 98.00 99.00 1.00 0.00
E5489400 99.00 99.70 0.70 0.02
E5489401 99.70 101.00 1.30 0.01
E5489402 101.00 102.00 1.00 0.00
E5489403 102.00 103.50 1.50 0.00
E5489405 103.50 105.00 1.50 0.00
E5489406 105.00 106.50 1.50 0.01
E5489407 106.50 108.00 1.50 0.04
E5489408 108.00 109.40 1.40 0.11
E5489409 109.40 110.70 1.30 0.10
E5489410 110.70 111.80 1.10 0.01
E5489411 111.80 112.70 0.90 1.31
E5489412 112.70 114.10 1.40 0.96
E5489413 114.10 115.40 1.30 1.88
E5489415 115.40 116.40 1.00 0.02

MAFIC FLOW WITH PATCHY VARIOLITIC INTERVALS -
Rock is pale green.  Fine grained.  Upper contact is distinct where brecciation
ends at 50 degrees TCA.  LCX is disseminated throughout weak to moderate.
Patchy BLE and SER also present with varioles and around CAR
fractures/veinlets.  Trace amounts of PY mainly, but can be localized within
veinlets/fracture fillings.  CAR dominant veinlets are present in low concentration
with minor QZ.  Locally brecciated around CAR veins.  Rock is soft with no
magnetism.



Page 5 of 11Dec 12, 2013 DETAILED LOG

Hole Number: H13-009                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5489416 116.40 117.80 1.40 0.00
E5489417 117.80 118.80 1.00 0.00
E5489418 118.80 120.00 1.20 0.00
E5489419 120.00 121.50 1.50 0.00
E5489420 121.50 123.00 1.50 0.00
E5489421 123.00 124.50 1.50 0.01
E5489422 124.50 126.00 1.50 0.01
E5489423 126.00 127.50 1.50 0.01
E5489425 127.50 129.00 1.50 0.01
E5489426 129.00 130.00 1.00 0.00
E5489427 130.00 130.80 0.80 0.00
E5489428 130.80 131.90 1.10 0.00
E5489429 131.90 132.80 0.90 0.00

132.80 247.70 VMP, VOLCANIC MASSIVE PILLOWED E5489430 132.80 134.00 1.20 0.01
E5489431 134.00 135.00 1.00 0.00MAFIC PILLOWED FLOW -

Rock is green.  Aphanitic.  Distinct upper contact at 70 degrees TCA with
gradational BLE away from upper unit.  Pillow selvages and amygdules present.
EP alteration is fracture controlled and very weak.  Trace amounts of PY, but can
be seen within amygdules and pillow selvages.  Pillow selvages are present up to
3cm in width with PY dumping.  CAR fracture fillings/veinlets are present in low
concentration.   Rock is soft with moderate patchy magnetism.

247.70 270.70 VMM, MAFIC VOLCANIC MASSIVE E5489432 258.80 259.80 1.00 0.00
E5489433 259.80 261.20 1.40 0.01
E5489435 261.20 262.20 1.00 0.00
E5489436 262.20 263.50 1.30 0.00
E5489437 263.50 264.50 1.00 0.00
E5489438 264.50 265.50 1.00 0.01
E5489439 265.50 267.00 1.50 0.00
E5489440 267.00 268.50 1.50 0.00
E5489441 268.50 270.00 1.50 0.00
E5489442 270.00 271.50 1.50 0.00

MAFIC VOLCANIC ROCK -
Rock is dark green. Aphanitic to fine grained.  Upper contact marked at last
distinct pillow selvage.  After ~270m, patchy alterations such as weak heamatite
and weak sericite are present.  There is also an interval of weak pervasive albite.
Trace amounts of pyrite until ~275m where the percentage fluctuates between
0.5-2% fg fracture filling and disseminated PY.  CAR veinlets present at mid
angles TCA and become higher in concentration after ~290m.  Strong brecciation
over the last 10m.  Rock is moderate with moderate pervasive magnetism.
Intervals of interest
259.8-261.2m: very fine grained disseminated PY with some fracture controlled
PY.  1-2% CAR fracture fillings.
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270.70 305.70 SCO, CONGLOMERATES E5489443 271.50 273.00 1.50 0.00
E5489445 273.00 274.50 1.50 0.01
E5489446 274.50 275.30 0.80 0.00
E5489447 275.30 276.20 0.90 0.00
E5489448 276.20 277.20 1.00 0.00
E5489449 277.20 278.00 0.80 0.00
E5489450 278.00 279.00 1.00 0.01
E5489451 279.00 280.00 1.00 0.01
E5489452 280.00 281.00 1.00 0.00
E5489453 281.00 282.00 1.00 0.00
E5489454 282.00 283.50 1.50 0.00
E5489456 283.50 285.00 1.50 0.00
E5489457 285.00 286.50 1.50 0.01
E5489458 286.50 288.00 1.50 0.00
E5489459 288.00 289.00 1.00 0.00
E5489460 289.00 289.70 0.70 0.01
E5489461 289.70 291.00 1.30 0.00
E5489462 291.00 292.50 1.50 0.02
E5489463 292.50 294.00 1.50 0.01
E5489464 294.00 295.50 1.50 0.00
E5489466 295.50 297.00 1.50 0.20
E5489467 297.00 298.10 1.10 0.41
E5489468 298.10 299.60 1.50 0.09
E5489469 299.60 301.10 1.50 0.08

Rock is dark grey to black in color with pink and olive green clasts.  It is
polymictic, has a fine grained groundmass, and is poorly sorted with sub-rounded
to angular clasts that range in size from 2mm-5cm.  Patchy alterations include
weak hematite and weak chlorite.  There is trace pyrite throughout with a local
concentration of ~1% over the last 40cm before the LC.  <1% CAR stringers.
The rock is moderately soft with weak to moderate magnetism.
304-305.7m: IMO. Moderate pervasive hematite, no visible sulphides, <1% CAR
frac fills.

305.70 387.00 VUO, ULTRAMAFIC VOLCANIC
The rock is dark grey to black with strong pervasive chlorite throughout.  Patchy
alterations include weak to moderate hematite and weak to strong talc.  There is
trace fg disseminated pyrite throughout the unit.  Veining consists of ~2-4% CAR
and CAL veinlets and fracture fillings.  There are a few clast sfrom the previous
conglomerate over the first ~3m.  The rock is soft and strongly magnetic.
Minor Lithologies:
316-317.2m: IMO. Moderate pervasive hematite, trace PY, <1% CAR frac fills.
342.6-344.4m: IMO. Moderate pervasive hematite, trace PY, <1% CAR stringers.
351.7-356.2m: IMO. Moderate pervasive hematite, trace PY, 2-3% CAR
veinlets+stringers.
376.6-379.6m: IMO. Strong pervasive hematite, trace PY, <1% CAR stringers.

387.00 407.70 ZFZ, FAULT ZONE
Multiple large intervals of fault gouge hosted in VUO.  The rock is dark grey to
black.  Strong pervasive chlorite throughout as well as weak to moderate patchy
talc.  Trace fg pyrite.  Veining consists of ~2-3% CAR veinlets and stringers.  The
rock is soft and is strongly magnetic.
Minor Lithologies:
397.9-399.3m: IMO. Strong pervasive hematite, trace PY, 3-5% CAR veinlets.
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407.70 418.80 IMO, MAFIC INTUSIVE
Rock is fine grained and is light purple.  Hematite alteration is weak to moderate
and is semi-pervasive.  Trace vfg disseminated pyrite.  Veining consists of
~8-10% QTZ/CAR veins, veinlets and stringers.  The rock is hard and strongly
magnetic.

418.80 441.00 VUO, ULTRAMAFIC VOLCANIC
The rock is dark grey to black.  Strong pervasive chlorite throughout with weak
patchy sericite and moderate patchy talc.  Trace fg pyrite.  Veining consists of
~1-2% CAR veinlets and stringers.  The rock is soft and is strongly magnetic.
Minor Lithologies:
432-434.6m: IMO. Weak patchy chlorite, weak patchy sericite, trace vfg PY,
<1% CAR stringers

441.00 465.00 VGB, BIOTITIC GABBRO
Rock is medium to coarse grained and is dark grey with a light green tint.  There
is weak patchy epidote present, trace fg disseminated pyrite and little to no
veining.  The rock is hard and has strong patchy magnetism.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489308 6.00 7.50 0.0020
E5489309 7.50 9.00 0.0020
E5489310 9.00 10.10 0.0010
E5489311 10.10 11.30 0.0020
E5489312 11.30 12.30 0.0110
E5489313 12.30 13.10 0.0090
E5489315 13.10 13.90 0.0030
E5489316 13.90 15.10 0.0190
E5489317 15.10 16.40 0.0100
E5489318 16.40 16.80 0.0060
E5489319 16.80 17.70 0.2380
E5489320 17.70 18.40 0.2560
E5489321 18.40 19.40 0.1750
E5489322 19.40 20.50 0.4920
E5489324 20.50 21.70 0.0070
E5489325 21.70 23.00 0.0030
E5489326 23.00 24.00 0.0030
E5489327 24.00 25.50 0.0030
E5489328 25.50 27.00 0.0320
E5489329 27.00 28.20 0.0100
E5489330 28.20 28.90 0.0470
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E5489331 28.90 29.60 0.0860
E5489333 29.60 30.90 0.0695
E5489334 30.90 31.40 0.0150
E5489335 31.40 32.40 0.0730
E5489336 32.40 33.40 0.0100
E5489337 33.40 34.60 0.0040
E5489338 34.60 36.00 0.0040
E5489339 36.00 37.00 0.0030
E5489340 37.00 38.10 0.0060
E5489341 38.10 39.00 0.0310
E5489342 39.00 39.80 0.0060
E5489344 39.80 40.90 0.0070
E5489345 40.90 42.00 0.0160
E5489346 42.00 43.50 0.0120
E5489347 43.50 45.00 0.0060
E5489348 45.00 46.20 0.0120
E5489349 46.20 46.80 0.0100
E5489350 46.80 48.00 0.0120
E5489351 48.00 49.50 0.0040
E5489352 49.50 51.00 0.0020
E5489353 51.00 52.10 0.0060
E5489354 52.10 52.90 0.0140
E5489355 52.90 54.00 0.6200
E5489357 54.00 54.80 0.1960
E5489358 54.80 55.80 0.2575
E5489359 55.80 57.00 0.2870
E5489360 57.00 58.20 0.0480
E5489361 58.20 59.50 0.0170
E5489362 59.50 60.50 0.7500
E5489363 60.50 61.80 1.7300
E5489365 61.80 62.80 4.0700
E5489366 62.80 63.40 1.8600
E5489367 63.40 64.40 1.0700
E5489368 64.40 65.20 0.1120
E5489369 65.20 66.70 0.1300
E5489370 66.70 68.20 0.4060
E5489371 68.20 69.30 0.1160
E5489372 69.30 70.50 0.1720
E5489374 70.50 71.90 0.0090
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E5489375 71.90 72.80 0.0180
E5489376 72.80 73.50 0.0050
E5489377 73.50 75.00 0.0060
E5489378 75.00 76.50 0.0020
E5489379 76.50 78.00 0.0050
E5489380 78.00 79.00 0.0190
E5489381 79.00 79.90 0.0060
E5489382 79.90 81.30 0.7030
E5489384 81.30 82.70 0.0050
E5489385 82.70 84.00 0.0060
E5489386 84.00 85.00 0.0050
E5489387 85.00 86.40 0.1030
E5489388 86.40 86.90 0.0110
E5489389 86.90 88.00 0.0230
E5489390 88.00 89.20 0.0890
E5489391 89.20 90.00 0.0120
E5489392 90.00 91.50 0.0040
E5489393 91.50 93.00 0.0050
E5489394 93.00 94.50 0.0020
E5489396 94.50 95.90 0.0026
E5489397 95.90 97.00 0.0040
E5489398 97.00 98.00 0.0050
E5489399 98.00 99.00 0.0030
E5489400 99.00 99.70 0.0150
E5489401 99.70 101.00 0.0050
E5489402 101.00 102.00 0.0020
E5489403 102.00 103.50 0.0010
E5489405 103.50 105.00 0.0020
E5489406 105.00 106.50 0.0060
E5489407 106.50 108.00 0.0440
E5489408 108.00 109.40 0.1080
E5489409 109.40 110.70 0.0990
E5489410 110.70 111.80 0.0140
E5489411 111.80 112.70 1.3100
E5489412 112.70 114.10 0.9560
E5489413 114.10 115.40 1.8800
E5489415 115.40 116.40 0.0240
E5489416 116.40 117.80 0.0030
E5489417 117.80 118.80 0.0020
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E5489418 118.80 120.00 0.0040
E5489419 120.00 121.50 0.0040
E5489420 121.50 123.00 0.0030
E5489421 123.00 124.50 0.0050
E5489422 124.50 126.00 0.0100
E5489423 126.00 127.50 0.0100
E5489425 127.50 129.00 0.0080
E5489426 129.00 130.00 0.0040
E5489427 130.00 130.80 0.0040
E5489428 130.80 131.90 0.0030
E5489429 131.90 132.80 0.0040
E5489430 132.80 134.00 0.0080
E5489431 134.00 135.00 0.0040
E5489432 258.80 259.80 0.0040
E5489433 259.80 261.20 0.0056
E5489435 261.20 262.20 0.0020
E5489436 262.20 263.50 0.0037
E5489437 263.50 264.50 0.0005
E5489438 264.50 265.50 0.0090
E5489439 265.50 267.00 0.0020
E5489440 267.00 268.50 0.0020
E5489441 268.50 270.00 0.0020
E5489442 270.00 271.50 0.0005
E5489443 271.50 273.00 0.0005
E5489445 273.00 274.50 0.0060
E5489446 274.50 275.30 0.0005
E5489447 275.30 276.20 0.0030
E5489448 276.20 277.20 0.0013
E5489449 277.20 278.00 0.0030
E5489450 278.00 279.00 0.0050
E5489451 279.00 280.00 0.0070
E5489452 280.00 281.00 0.0030
E5489453 281.00 282.00 0.0020
E5489454 282.00 283.50 0.0020
E5489456 283.50 285.00 0.0020
E5489457 285.00 286.50 0.0050
E5489458 286.50 288.00 0.0005
E5489459 288.00 289.00 0.0010
E5489460 289.00 289.70 0.0070
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E5489461 289.70 291.00 0.0030
E5489462 291.00 292.50 0.0155
E5489463 292.50 294.00 0.0080
E5489464 294.00 295.50 0.0040
E5489466 295.50 297.00 0.1980
E5489467 297.00 298.10 0.4080
E5489468 298.10 299.60 0.0900
E5489469 299.60 301.10 0.0760



Dec 12, 2013
Page 1 of 1

GRAPHIC SUMMARY REPORT

0

24.00
HPO

24.00

33.40
VMT

33.40

132.80
VUO

132.80

150.70
IMO

150.70

159.20
VMT

159.20

186.40
VUO

186.40

206.20
IPF

206.20

267.80
VUO

267.80

274.60
IPF

274.60

294.60
VUO

294.60

319.50
IPF

319.50

339.10
VUO

339.10

350.20
LLO

350.20

453.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371685.000000 551735.000000 300.0000 UTM:
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Unit of Degree: Unit of Measure: From: To:
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265.00 -50.00

pperlock

Garant

0 453.00
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Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371685.00 North: Collar Az:

Location: Hislop Township East: 551735.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 02, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 12, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-50.00

265.00

453.00

0.00

453.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar; Duplicate of test @ 51m 51.00 mag field=5701269.20 269.20-47.70 -47.70EZ Shot OK EZ Shot OK

54.00 mag field=5619 102.00 mag field=5656263.20 268.10-48.80 -49.60EZ Shot OK EZ Shot OK

150.00 mag field=5675 204.00 mag field=5718270.90 269.20-47.70 -48.30EZ Shot OK EZ Shot OK

252.00 mag field=5649 300.00 mag field=5625272.60 271.30-47.70 -48.10EZ Shot OK EZ Shot OK

350.00 mag field=5518 402.00 mag field=5539276.50 274.30-47.90 -47.80EZ Shot OK EZ Shot OK

450.00 mag field=5532274.90 -48.00 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 24.00 HPO, OVERBURDEN
Casing up to 24m. ~30cm of core recovered - rubble.

24.00 33.40 VMT, MAFIC VOLCANIC TUFFACEOUS
The rock is fine grained/aphanitic and is deep reddish purple.  There is pervasive
weak to moderate hematite alteration as well as weak patchy chlorite.  Trace vfg
dissem pyrite.  Veining consists of <1% CAR veinlets, stringers and fracture
fillings.  There is a moderate concentration of clasts filled with carbonate ranging
in size from 1-5mm.  The rock is hard and strongly magnetic.

Minor Lithologies:
30.4-31.7m: VUO. Strong pervasive chlorite, Tr-0.5% pyrite, <1% CAR
stringers+fracture fillings
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33.40 132.80 VUO, ULTRAMAFIC VOLCANIC
The rock ranges from dark grey/black to light grey with a green tint.  There is
strong pervasive chlorite alteration throughout.  Patchy alterations include weak
hematite, weak talc, weak sericite and weak leucoxene.  There is trace-0.5% fg
disseminated pyrite throughout with a local concentration of ~1-2% over ~1m.
Veining ranges from 1-3% CAR veinlets and is generally low angled.  There are
moderate to small patches of pitting throughout the interval that could be
associated with faulting. The rock is very soft and pitted with strong patchy
magentism.  There are small patches of different IMOs and VMT throughout
ranging in size from 5cm to 6m, especially over the last 24m.

Obvious Faulting:
44.7m: 2-5mm fault gouge @ 40 deg TCA.
49.6m: ~1m gouged rock + 15-20cm fault gouge.
64m: 15-20cm very pitted and weak rock.
80.2m: ~80cm fractured rock parallel TCA with fault gouge.
Minor Lithologies:
55.2-56.4m: VMT. Distinct UC 50-60 deg TCA.  Moderate pervasive hematite,
trace PY, 1-2% CAR veinlets+stringers.
83.7-85.4m: IMO. Moderate patchy hematite, 2-3% fg pyrite over 30cm, rest
trace PY, 1-2% CAR veinlets+stringers.
99.6-105.5m: IMO. Distinct UC 40-50 deg TCA.  Strong pervasive hematite, trace
PY, 3-5% CAR veinlets+fracture fillings, locally brecciated.
105.5-108.9m: VMT. Mixture of deep purple VMT, pink IMO and VUO. Moderate
pervasive hematite, trace PY, 4-5% CAR veinlets+stringers+fracfills, QTZ/CAR
vein.
118.9-123.2m: IMO. Weak patchy hematite, strong patchy chlorite, trace vfg PY,
1% CAR veinlets.
130.7-132.8m: VMT. Strong pervasive hematite, trace PY, 5-6% CAR
veinlets+fracfills.

132.80 150.70 IMO, MAFIC INTUSIVE
Rock is fine grained and medium pinkish red in color.  There is pervasive
hematite throughout that ranges from weak to strong.  Patchy alterations include
weak leucoxene, weak sericite and weak chlorite.  There are trace amounts of
vfg pyrite throughtout most of the interval with a local concentration of 0.5-1%
fg dissem pyrite for 1.7m after the UC.  Veining consists of ~2-3% CAR veinlets
and stringers with minor amounts of QTZ/CAR veinlets.  There are high
concentrations of amphibole crystals.  The rock is hard and is non-magnetic.

150.70 159.20 VMT, MAFIC VOLCANIC TUFFACEOUS
Distinct UC 50-60 deg TCA.  The rock is fine grained/aphanitic and is deep purple
in color.  There is moderate pervasive hematite throughout.  Other patchy
alterations include weak sericite and weak chlorite.  Trace pyrite.  Veining
consists of ~5-8% CAR veinlets, stringers and fracture fillings.  Small patches of
weak to moderate brecciation.  The rock is hard and non-magnetic.
157-158.1m: VUO. Strong pervasive chlorite, trace PY, 2-3% CAR
veinlets+fracfills.
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159.20 186.40 VUO, ULTRAMAFIC VOLCANIC
Distinct UC 50-60 deg TCA.  The rock is dark grey to black with many small
patches of minor lithologies (IMO, VMT, IPO) ranging in color from light pink to
black and ranging in size from 5cm to 2m.  There is strong pervasive chlorite
throughout as well as weak patchy hematite, weak patchy sericite and moderate
patchy talc (towards the LC).  Trace vf-fg disseminated PY throughout.  Veining
consists of ~ 8-12% CAR veinlets.  The rock is soft and is primarily non-magnetic
with some strong patches.
Minor Lithologies:
166.3-168.3m: IMO. Distinct UC 60-70 deg TCA. Weak patchy hematite, Tr-0.5%
vfg dissem PY, <1% CAR veinlets.
171.5-176.3m: VMT. Dark grey to black. Distinct UC 0-5 deg TCA. Moderate
pervasive chlorite, Trace PY, 2-3% CAR veinlets+stringers.

186.40 206.20 IPF, FELDSPAR PORPYRY
The rock is fine to medium grained and is light pink in color.  Patchy alterations
include weak hematite, moderate silicification, moderate albite and weak chlorite.
There is ~0.5-1% vfg disseminated pyrite throuughout.  Veining consists of <1%
QTZ/CAR veinlets and CAR veinlets and stringers.  The rock is hard and
non-magnetic.

206.20 267.80 VUO, ULTRAMAFIC VOLCANIC E5489470 218.00 219.00 1.00 0.00
E5489471 219.00 219.50 0.50 0.00
E5489472 219.50 219.80 0.30 0.01
E5489473 219.80 221.30 1.50 0.00
E5489474 221.30 222.30 1.00 0.00
E5489476 222.30 223.30 1.00 0.00
E5489477 223.30 224.20 0.90 0.00

Rock is dark grey to black with strong pervasive chlorite throughout.  There is
also weak to moderate patchy talc present.  There is Tr-0.5% fg disseminated
pyrite throughout most of the interval with local concentrations of 1-2% over
1-3m sections.  The majority of the interval has 2-3% QTZ/CAR or CAR veins and
veinlets overall including a few higher local concentrations of 5-8%.  The rock is
soft and is weakly to moderately magnetic.

219-223.3m: IPO. Strongly brecciated with chlorite filling the fractures, Tr-1%
vfg fracture filling+dissem PY,10-12% QTZ/CAR bx veins, veinlets, stringers.

267.80 274.60 IPF, FELDSPAR PORPYRY
Distinct UC 40-50 deg TCA. Rock is fine to medium grained and is light pink in
color.  Silicification is pervasive but ranges from weak to strong.  Patchy
alteration include weak hematite, moderate to strong albite and weak chlorite.
The majority of the interval has trace-0.5% fg fracture filling and disseminated
PY.  Local concentrations of 1-2% fg clustered and disseminated pyrite over
1-2m are associated with moderate brecciation and increased
silicification/albitization @ UC and LC.  Veining consists of ~1-2% QTZ/CAR
veinlets.  The rock is very hard and is non-magnetic.

274.60 294.60 VUO, ULTRAMAFIC VOLCANIC
The rock is a medium grey with moderate pervasive chlorite alteration
throughout.  The last 2.5m are a mixture of VUO and IPO.  Trace fg fracture
filling pyrite, 0.5-1% over the last 2.5m.  Veining consists of ~3-5% CAR veinlets
and stringers throughout.  The rock is soft and is very weakly magnetic.
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294.60 319.50 IPF, FELDSPAR PORPYRY
Rock is fine to medium grained and is bright creamy pink with weak to moderate
brecciation throughout.  There is strong pervasive silicification, moderate
pervasive albite and moderate pervasive hematite throghout.  Weak to moderate
patchy chlorite is also present.  There is ~1% fg disseminated fracture filling,
and clustered pyrite throughout.  Veining consists of <1% CAR veinlets and
fracture fillings, including a local concentration of ~2-3% over ~1.3m.  There are
small patches of VUO ranging in size from 5cm-1m.  The rock is very hard and
non-magnetic.

319.50 339.10 VUO, ULTRAMAFIC VOLCANIC
Distinct UC 50-60 deg TCA.  Rock is dark grey to black with a light green tint.
Strong pervasive chlorite is present throughout.  Patchy alterations include
moderate sericite, weak to moderate talc and weak hematite.  Pyrite is primarily
fg disseminated and ranges from trace to 1%.  Moderate QTZ/CAR veining over
the first 2m, then a moderate amount of CAR veinlets over the rest of the
interval.  The rock is soft and non-magnetic.
320.6-321.8m: IPO. Strong pervasive silica, moderate patchy albite, weak
pervasive hematite. 2-3% fg PY, 2-4% QTZ/CAR veinlets.

339.10 350.20 LLO, LAMPROPHYRE
Distinct UC, 80-90 deg TCA.  Rock is fine grained and is deep reddish purple due
to moderate pervasive hematite throughout.  There is also moderate patchy
chlorite present.  Trace pyrite.  Veining consists of ~1-2% CAR veinlets.  The
rock is hard and strongly magnetic.

350.20 453.00 VUO, ULTRAMAFIC VOLCANIC
Distinct UC 70-80 deg TCA.  Rock is dark grey to black and is altered by strong
pervasive chlorite throughout.  Other patchy alterations include, weak to
moderate talc and weak sericite.  There is trace fg disseminated pyrite
throughout with a few local concentrations of 0.5-1% fg disseminated over
2-4m.  Veining concentrations mostly range between 1-3% and are primarily
CAR veinlets and stringers with minor amounts of QTZ/CAR veinlets.  There are a
few small areas of moderate to high veining.  Small patches of spinifex texture
can be seen throughout.  There are small intrusions of various lithologies
throughout the unit ranging from 5-80cm.  Larger minor lithologies include VMT,
LLO and IMO.  Evidence of faulting such as fractured rock, rubble and fault
gouge can be seen throughout the interval.  The rock is very soft and is strongly
magnetic.

EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489470 218.00 219.00 0.0026
E5489471 219.00 219.50 0.0030
E5489472 219.50 219.80 0.0100
E5489473 219.80 221.30 0.0030
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Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489474 221.30 222.30 0.0030
E5489476 222.30 223.30 0.0030
E5489477 223.30 224.20 0.0005
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Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371685.00 North: Collar Az:

Location: Hislop Township East: 551485.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Feb 16, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Feb 27, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-50.00

265.00

471.00

0.00

471.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar; Duplicate of test @ 42m 42.00 mag field=5686270.40 270.40-46.60 -46.60EZ Shot OK EZ Shot OK

102.00 mag field=5607 150.00 mag field=5575265.90 259.60-45.60 -45.60EZ Shot OK EZ Shot OK

201.00 mag field=5622 258.00 mag field=5558263.20 267.90-46.00 -44.20EZ Shot OK EZ Shot OK

300.00 mag field=5601 354.00 mag field=5530267.50 268.70-44.00 -42.40EZ Shot OK EZ Shot OK

402.00 mag field=5628; Mag may be a little high.  Azi not used as it is off
track.

450.00 mag field=5509259.40 269.90-42.40 -40.90EZ Shot DO EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 21.00 HPO, OVERBURDEN
Casing for 21m.  ~1.5m of core recovered - mostly rubble <10cm.

21.00 24.90 VMT, MAFIC VOLCANIC TUFFACEOUS
Fine grained with 1-2mm phenocrysts and deep pink in color.  Alterations include
moderate pervasive hematite and weak patchy chlorite.  Trace amounts of pyrite.
1-2% CAR veinlets and stringers.  The rock is hard and non-magnetic.

24.90 68.40 ISO, SYENITIC INTRUSIVE
Distinct UC 20-40 deg TCA.  Rock is fine to medium grained and ranges from
deep pink to lighter pink.  Hematite alteration is pervasive throughout and ranges
from weak to moderate.  Other patchy alterations include weak chlorite and
weak sericite.  0-Trace pyrite present.  Overall there is ~2-3% CAR veinlets and
fracture fills as well as minor amounts of QTZ/CAR veinlets.  The rock is hard and
non-magnetic.
32-34.9m: VUO. Distinct UC 40-50 deg TCA.  Strong patchy chlorite, Trace PY,
5-6% CAR veinlets.
46.3-46.9m and 48.6-48.9m: VUO. Distinct UC 30-40 deg TCA.  Strong patchy
chlorite, 0-Trace PY, 15-16% CAR veinlets.
55.7-56.5m: VMT. Distinct UC 20-30 deg TCA.  Moderate pervasive
hematite,0-Trace PY, <1% CAR str.
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68.40 74.50 VUO, ULTRAMAFIC VOLCANIC E5491219 72.00 73.50 1.50 0.00
E5491220 73.50 74.50 1.00 0.00Rock is dark grey to black and has strong patchy chlorite alteration.  Trace

amounts of fg pyrite are present.  There is ~3-5% CAR veining throughout the
unit.  The rock is soft and is strongly magnetic to ~70m, then becomes
non-magnetic.

74.50 100.30 ACG, GREEN CARBONATE ALTERED ROCK E5491221 74.50 75.50 1.00 0.00
E5491222 75.50 76.50 1.00 0.00
E5491223 76.50 78.00 1.50 0.00
E5491224 78.00 79.50 1.50 0.00
E5491225 79.50 80.90 1.40 0.00
E5491226 80.90 81.20 0.30 0.00
E5491227 81.20 82.50 1.30 0.00
E5491228 82.50 84.00 1.50 0.01
E5491229 84.00 85.50 1.50 0.01
E5491231 85.50 87.00 1.50 0.01
E5491232 87.00 88.50 1.50 0.02
E5491233 88.50 90.00 1.50 0.00
E5491234 90.00 91.50 1.50 0.00
E5491235 91.50 93.00 1.50 0.01
E5491236 93.00 94.50 1.50 0.01
E5491237 94.50 96.00 1.50 0.00
E5491238 96.00 97.40 1.40 0.01
E5491239 97.40 98.20 0.80 0.01
E5491240 98.20 99.00 0.80 0.00
E5491242 99.00 100.30 1.30 0.00

Rock is bright green with intervals of light purple and light greyish purple.
Fuchsite is strong and pervasive throughout.  Patchy alterations include
moderate sericite and moderate hematite.  Trace amounts of fg pyrite can be
seen throughout.  Veining consists of ~10-15% QTZ/CAR and CAR veinlets.
Strong foliation throughout the entire unit 30-50 deg TCA.  The rock is
moderately soft and is non-magnetic.
81.2-82.5m: IMO. Distinct UC 30-40 deg TCA. Moderate pervasive hematite,
trace PY, <1% CAR veinlets.
97.4-98.2m: IMO. Distinct UC 50-60 deg TCA. Moderate pervasive sericite, 1-2%
vfg dissem PY, little to no veining.

100.30 103.50 VMA, MAFIC VOLCANIC AMYGDALOIDAL E5491243 100.30 101.80 1.50 0.00
Rock is fine grained and is light greyish purple in color with 1-3mm amygdules.
Patchy alterations include weak to moderate sericite and weak hematite.  Trace
pyrite.  Veining includes ~3-4% CAR veinlets and fracture fills.  Rock is
moderately soft and non-magnetic.

103.50 123.00 VUO, ULTRAMAFIC VOLCANIC
Rock begins as medium grey and turns into dark black.  Patchy alterations
includes moderate fuchsite, weak sericite, weak hematite and moderate talc.
Trace fg pyrite is found throughout.  Veining starts at about 5-8% CAR veinlets
and becomes 2-3% CAR veinlets in the soft talc altered section.  The rock is soft
and strongly magnetic.
104.5-104.9m: IMO. Distinct UC 30-40 deg TCA.  Weak patchy sericite, weak
patchy hematite, Trace PY, no veining.

123.00 207.10 VGB, BIOTITIC GABBRO
Rock is medium to coarse grained and is dark grey with a green tint.  Patchy
alterations include weak epidote and strong chlorite.  Trace fg dissem pyrite is
present.  <1% CAR stringers.
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207.10 236.70 VUO, ULTRAMAFIC VOLCANIC
Rock is black with patches of light green serpentine alteration.  Other patchy
alterations include strong chlorite and moderate sericite.  There are trace
amounts of fg pyrite present mostly near the LC.  Veining includes ~1-3% CAR
veinlets and stringers.  The rock is soft and is strongly magnetic.

222.6-225m: IMO.  Distinct UC, 50-60 deg TCA. Moderate patchy hematite,
moderate patchy sericite, 0-Trace sulphides, 3-4% QTZ/CAR+CAR veinlets.
233.3-234.1m: IMO.  Distinct UC, 50-60 deg TCA.  Moderate pervasive hematite,
weak patchy chlorite, 0-Trace sulphides, 2-3% CAR stringers+frac fills.

236.70 263.20 VMT, MAFIC VOLCANIC TUFFACEOUS
Rock is fine grained and is either medium grey with a green tint or a deep
pinkish-red.  There are clasts replaced by CAR, 0.5-2mm.  There are intervals of
moderate to strong pervasive hematite.  Patchy alterations include, strong
hematite and weak to moderate sericite.  0-Trace sulphides present.  Veining
includes 1-3% CAR veinlets, stringers and fracture fillings.  There is a
depositional angle of ~50-60 deg TCA throughout.  Small patches of localized
strong brecciation are present ranging in size from 10-50cm.  Rock is hard and
non-magnetic.

263.20 273.70 VUO, ULTRAMAFIC VOLCANIC
Rock ranges in color from black to beigey-yellow to bright green depending on
the alteration.  There are patches of moderate pervasive bleaching.  Other
patchy alterations include strong chlorite, strong fuchsite and weak hematite.
There are trace amounts of fg dissem pyrite present.  Veining includes ~2-4%
CAR veinlets, stringers and fracture fillings throughout.  The rock is moderate
soft and is non-magnetic.
266.1-266.9: VMT.  Distinct UC, 60-70 deg TCA. Weak pervasive hematite, weak
patchy sericite, 0.5-1% vfg dissem PY, 1% CAR stringers and fracture fillings.
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273.70 335.80 VMT, MAFIC VOLCANIC TUFFACEOUS
Rock is fine grained and changes in color from dark purple to pinkish-red, to
medium greyish purple to bright green.  Hematite is pervasive throughout but
ranges from weak to moderate.  Patchy alterations include, weak sericite, weak
chlorite and weak to moderate bleaching.  Very trace amounts of PY found
throughout.  Veining includes 2-4% CAR veinlets, stringers, fracture fillings and
veins with minor amounts of QTZ/CAR veinlets.  The lithology alternates between
VMT and fuchsite altered VUO/VUX throughout, with VUO patches ranging in size
from 5cm-1.2m.  The rock is hard and is non-magnetic except for a few small
patches of strong magnetism.

Minor Lithos:
274.8-276m: VUO. Strong pervasive fuchsite, Trace PY, 1-2% CAR stringers.
278.9-279.4m: VUX. Moderate patchy fuchsite, Trace PY, 1% CAR
veinlets+stringers.
282.9-283.5m: VUX. Distinct UC, 50-60 deg TCA.  Strong pervasive fuchsite,
Trace PY, 25-30% CAR vein+stringers
284.7-285.5m: VUX. Distinct UC 40-50 deg TCA.  Strong pervasive fuchsite,
Trace PY, no veining.
291.4-292.5m: VUO. Strong patchy fuchsite, Trace PY, 2-3% CAR
veinlets+stringers
300.8-301.4m: VUO. Strong pervasive fuchsite, 0.5% fg dissem PY, no veining.
327-331.4m: VUO.  Distinct UC 40-50 deg TCA.  Weak pervasive fuchsite,
0-trace PY, 3-4% CAR veinlets.

335.80 349.40 VUO, ULTRAMAFIC VOLCANIC E5491244 344.00 345.20 1.20 0.12
E5491245 345.20 345.80 0.60 0.30
E5491246 345.80 346.50 0.70 0.05
E5491247 346.50 348.00 1.50 0.01
E5491248 348.00 349.40 1.40 0.01

Rocks is bright green with patches of redish-pink.  Fuchsite pervasive and is
weak to moderate.  Patchy alterations include weak hematite and weak sericite.
There is trace pyrite throughout with a local concentration of ~2-3% vfg
disseminated pyrite over ~60cm.  Veining consists primarily of ~2-4% CAR
veinlets and stringers.  There are a few moderately to strongly hematite altered
IMOs.  The rock is moderately soft and non-magnetic.

349.40 357.90 ISO, SYENITIC INTRUSIVE E5491249 349.40 350.20 0.80 0.04
E5491251 350.20 351.00 0.80 0.01
E5491252 351.00 352.50 1.50 0.01
E5491253 352.50 354.00 1.50 0.01
E5491254 354.00 355.50 1.50 0.02
E5491255 355.50 356.50 1.00 0.15
E5491256 356.50 357.10 0.60 0.02
E5491257 357.10 357.90 0.80 0.10

Rock is coarse grained and very light pink and purple.  There is strong pervasive
silicification as well as pervasive to semi-pervasive moderate albite throughout.
Weak patchy epidote is also present.  Trace-0.5% vfg disseminated pyrite.
Veining includes ~3-4% CAR veinlets and stringers.  The rock is very hard and is
non-magnetic.
357.1-357.9m: VUO. Weak to moderate pervasive fuchsite, trace PY, 2-3% CAR
veinlets.

357.90 362.30 VMT, MAFIC VOLCANIC TUFFACEOUS E5491258 357.90 359.40 1.50 0.03
E5491259 359.40 360.50 1.10 0.01
E5491261 360.50 361.50 1.00 0.02
E5491262 361.50 362.30 0.80 0.04

Rock is fine grained/aphanitic and alternates in color between yellowy beige and
light purple.  There is weak pervasive hematite alteration throughout as well as
intervals of strong pervasive bleaching.  There are small patches of strongly
fuchsite altered VUO throughout.  Trace amounts of fg pyrite.  Veining consists
of ~2-3% CAR veinlets and stringers.
357.9m: 2-5cm fault gouge, 10-15 deg TCA.
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362.30 368.30 VUX, Ultramafic Breccia E5491263 362.30 363.00 0.70 0.01
Distinct UC 70-80 deg TCA. Rock is bright green in color.  Moderate to strong
brecciation throughout with angular to sub-angular clasts ranging in size from
3mm-3cm.  There is strong pervasive fuchsite throughout as well as patchy weak
to moderate sericite.  Trace fg pyrite.  Veining consists of <1% CAR stringers
and veinlets. Rock is moderately soft and non-magnetic.
367-368.3m: VMT. Distinct UC 50-60 deg TCA. Pervasive bleaching ranging from
weak to strong, weak pervasive hematite, trace PY, 1-2% CAR veinlets.

368.30 374.30 VUO, ULTRAMAFIC VOLCANIC
Rock is bright green with a yellow tint.  There is weak to moderate pervasive
fuchsite throughout as well as weak to moderate patchy sericite.  Trace vfg
pyrite.  Veining consists of ~2-3% CAR veinlets and stringers.  Rock is
moderately soft and non-magnetic.

374.30 416.50 VMT, MAFIC VOLCANIC TUFFACEOUS
The interval is approximately 50% VMT and 50% VUX. The VMT is fine grained
and is deep purple in color with patches of creamy beigy/yellow.  There is
pervasive weak to moderate hematite throughout with intervals of weak to
strong bleaching.  There are trace amounts of pyrite present with a local
concentration of ~2-3% over ~60cm.  Veining consists of a moderate amount of
CAR veinlets and stringers with minor amounts of QTZ/CAR veinlets.  The rock is
ranges from moderately soft to hard and is non-magnetic.
The VUX is bright green with moderate to strong fuchsite alteration.  Contains
trace fg pyrite throughout and has a low percentage of CAR stringers.  The rock
ranges from moderately soft to hard and is non-magnetic.  See minor lithologies
below.

Minor Lithologies:
382.7-383.9m: VUX. Distinct UC 20-30 deg TCA. Strong pervasive fuchsite, Trace
PY, 2-3% QTZ/CARvl,CARvls+str
385.7-392m: VUX. Distinct UC 30-40 deg TCA.  Strong pervasive fuchsite,
Tr-0.5% vf-fg dissem PY, 1% CAR veinlets
393.8-395.6m: VUX. Distinct UC 20-30 deg TCA. Strong pervasive fuchsite, Trace
PY, <1% CAR stringers
397.2-399.1m: VUX. Distinct UC 40-50 deg TCA.  Strong pervasive fuchsite,
Trace PY, 0.5-1% fg PY, 1% CAR str+vls
404.4-409.2m: VUX. Distinct UC 10-20 deg TCA.  Moderate pervasive fuchsite,
trace-0.5 PY, <1% CAR veinlets.
409.8-412.7m: VUX. Moderate pervasive fuchsite, 0.5% pyrite, <1% CAR
stringers.
416-416.5m: VUX. Distinct UC 60-70 deg TCA,  Moderate pervasive fuchsite,
0.5-1% PY, <1% CAR stringers

416.50 428.40 VMM, MAFIC VOLCANIC MASSIVE
Rock is fine-grained/aphanitic and dark grey with a green tint or light purple.
There are patches of weak pervasive hematite.  Other patchy alterations include
weak chlorite and weak leucoxene.  Trace pyrite.  Veining consists of 2-3% CAR
veinlets, stringers and fracture fillings.  The rock is hard and strongly magnetic.
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428.40 437.30 VUO, ULTRAMAFIC VOLCANIC E5491264 436.30 437.30 1.00 0.02
The rock is dark grey with moderate pervasive chlorite alteration.  There is also
weak to moderate patchy hematite present.  Trace pyrite.  Veining consists of
~4-5% CAR veinlets and stringers.  The rock is moderately soft and is strongly
magnetic.
433.7-435.5m: IMO. Distinct UC 10-20 deg TCA. Moderate pervasive hematite,
Trace PY, 10-12% QTZ/CAR veinlets, stringers and fracture fillings.

437.30 444.20 VMA, MAFIC VOLCANIC AMYGDALOIDAL E5491265 437.30 438.00 0.70 0.04
E5491266 438.00 438.80 0.80 0.05
E5491267 438.80 439.80 1.00 0.01
E5491268 439.80 440.70 0.90 0.09
E5491269 440.70 441.80 1.10 2.90
E5491270 441.80 442.40 0.60 0.88
E5491272 442.40 442.80 0.40 2.46
E5491273 442.80 444.20 1.40 0.13

Rock is fine-grained/aphanitic and is bright pinkish red in color.  There is strong
pervasive hematite throughout.  Other patchy alterations include weak sericite
and weak chlorite.  There is trace-0.5% fg disseminated pyrite throughout the
majority of the interval but there is a local concentration of ~3-5% vf-fg
disseminated and fracture filling pyrite over 1m and ~5-7% fg disseminated
pyrite over 40cm.  Veining includes ~10-12% QTZ/CAR veins, veinlets, stringers
and fracture fillings. The rock is hard and the magnetism ranges from strong to
non-existent with depth.

444.20 456.10 VUO, ULTRAMAFIC VOLCANIC E5491274 444.20 445.00 0.80 0.01
Distinct UC 30-40 deg TCA. Rock is dark grey to black.  There is a moderate to
strong pervasive chlorite as well as weak patchy hematite.  Trace fg pyrite.
Veining consists of 3-5% CAR veinlets, stringers and fracture fillings with a minor
amount of QTZ/CAR veinlets.  ~10cm strong brecciation at the UC.  The rock is
moderately soft and strongly magnetic.

456.10 471.00 VMM, MAFIC VOLCANIC MASSIVE
Distinct UC, 40-50 deg TCA.  Rock is fine-grained/aphanitic and is dark grey in
color with a green tint.  There is patchy moderate hematite present.  0.5-1% fg
disseminate pyrite throughout most of the interval with a local concentration of
~2-3% vfg disseminated pyrite over 70cm associated with hematite alteration.
Veining consists of 1-2% CAR veinlets and stringers with minor amounts of
QTZ/CAR veinlets.  The rock is hard and is strongly magnetic.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491219 72.00 73.50 0.0040
E5491220 73.50 74.50 0.0030
E5491221 74.50 75.50 0.0020
E5491222 75.50 76.50 0.0010
E5491223 76.50 78.00 0.0030
E5491224 78.00 79.50 0.0030
E5491225 79.50 80.90 0.0030
E5491226 80.90 81.20 0.0040
E5491227 81.20 82.50 0.0030
E5491228 82.50 84.00 0.0080
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Hole Number: H13-011                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491229 84.00 85.50 0.0070
E5491231 85.50 87.00 0.0115
E5491232 87.00 88.50 0.0200
E5491233 88.50 90.00 0.0040
E5491234 90.00 91.50 0.0040
E5491235 91.50 93.00 0.0110
E5491236 93.00 94.50 0.0050
E5491237 94.50 96.00 0.0040
E5491238 96.00 97.40 0.0060
E5491239 97.40 98.20 0.0090
E5491240 98.20 99.00 0.0040
E5491242 99.00 100.30 0.0040
E5491243 100.30 101.80 0.0030
E5491244 344.00 345.20 0.1185
E5491245 345.20 345.80 0.3000
E5491246 345.80 346.50 0.0460
E5491247 346.50 348.00 0.0070
E5491248 348.00 349.40 0.0110
E5491249 349.40 350.20 0.0370
E5491251 350.20 351.00 0.0080
E5491252 351.00 352.50 0.0140
E5491253 352.50 354.00 0.0140
E5491254 354.00 355.50 0.0220
E5491255 355.50 356.50 0.1490
E5491256 356.50 357.10 0.0190
E5491257 357.10 357.90 0.1030
E5491258 357.90 359.40 0.0270
E5491259 359.40 360.50 0.0120
E5491261 360.50 361.50 0.0170
E5491262 361.50 362.30 0.0380
E5491263 362.30 363.00 0.0100
E5491264 436.30 437.30 0.0150
E5491265 437.30 438.00 0.0350
E5491266 438.00 438.80 0.0450
E5491267 438.80 439.80 0.0090
E5491268 439.80 440.70 0.0910
E5491269 440.70 441.80 2.8950
E5491270 441.80 442.40 0.8780
E5491272 442.40 442.80 2.4600



Page 8 of 8Dec 12, 2013 DETAILED LOG

Hole Number: H13-011                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491273 442.80 444.20 0.1330
E5491274 444.20 445.00 0.0110
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Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371685.000000 551610.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-012               DDH

Hislop Township

YES CP468

DECIMAL METRIC

265.00 -50.00

pperlock

Garant

0 375.00

Completed: Mar 02, 2013Start Date: Feb 27, 2013

Entered On:

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: H13-012                                           Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371685.00 North: Collar Az:

Location: Hislop Township East: 551610.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Feb 27, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 02, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-50.00

265.00

375.00

0.00

375.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar; Duplicate of test @ 39m 39.00 mag field=5718261.90 261.90-49.00 -49.00EZ Shot OK EZ Shot OK

102.00 mag field=5653 156.00 mag field=5645263.70 267.60-48.90 -47.90EZ Shot OK EZ Shot OK

204.00 mag field=5647 249.00 mag field=5581264.20 261.40-48.70 -48.90EZ Shot OK EZ Shot OK

312.00 mag field=5387 351.00 mag field=5547260.00 259.80-47.70 -48.30EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 18.00 HPO, OVERBURDEN
Casing for ~18m.  ~2.6m of core recovered, solid pieces of core - VUO.

18.00 24.10 IMO, MAFIC INTUSIVE
Rock is fine grained/ aphanitic and is dark grey with a very light purple tint.
There is a very weak pervasive hematite alteration throughout.  Trace vfg
disseminated pyrite is seen throughout.  Veining consists of QTZ/CAR veinlets,
stringers and fracture fillings with a concentration of ~10-12% of the larger
veinlets over the first 2m, falling to 1-2% for the rest of the interval.  The rock is
hard and is weakly to moderately magnetic.

24.10 126.70 VUO, ULTRAMAFIC VOLCANIC
Rock is moderate to dark grey with a light green tint.  There is strong pervasive
chlorite throughout as well as weak patchy hematite.  Trace-0.5% fg disseminate
pyrite.  Veining consists of ~4-5% CAR veinlets over the entire interval, with
some regions of higher concentration.  The rock is soft and is generally
non-magnetic with patches of strong magnetism.
Minor Lithos:
54.3-56.5m: IMO. Distinct UC 5-10 deg TCA. Weak pervasive hematite, Trace
PY, 1-2% CAR stringers.
83.1-85.7m: IMO. Distinct UC 5-10 deg TCA. Weak pervasive hematite, 0.5-1%
vf-fg dissem PY, 1% QTZ/CAR veinlets+stringers.
94.7-100.1m: IMO. Moderate patchy hematite, 0.5-1% vfg disseminated PY,
3-5% CAR veinlets.
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Hole Number: H13-012                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

126.70 137.50 IMO, MAFIC INTUSIVE
The rock starts as a light beigy yellow and changes to a deep red/purple.  There
is pervasive weak to moderate sericite for the first half and moderate pervasive
hematite for the second half.  There is patchy moderate to strong hematite
throughout.  Trace fg pyrite. Veining consists of ~1-3% CAR and QTZ/CAR
veinlets and stringers.  The rock is hard and non-magnetic.

137.50 144.50 VUO, ULTRAMAFIC VOLCANIC E5491275 142.40 143.40 1.00 0.01
E5491276 143.40 144.50 1.10 0.00The rock is dark grey with a deep green tint.  There is strong pervasive chlorite

alteration with strong pervasive fuchsite alteration over the last ~1m.  Trace fg
pyrite.  Veining consists of ~2-3% CAR veinlets.  The rock is soft and
non-magnetic.

144.50 201.00 IPF, FELDSPAR PORPYRY E5491277 144.50 145.50 1.00 0.00
E5491278 145.50 146.50 1.00 0.00
E5491279 146.50 147.80 1.30 0.01
E5491280 147.80 148.60 0.80 0.00
E5491281 148.60 150.00 1.40 0.02
E5491282 150.00 150.70 0.70 0.01
E5491283 150.70 151.60 0.90 0.01
E5491284 151.60 152.40 0.80 0.02
E5491286 152.40 153.20 0.80 0.02
E5491287 153.20 154.50 1.30 0.08
E5491288 154.50 155.50 1.00 0.09
E5491289 155.50 156.30 0.80 0.01
E5491290 156.30 157.20 0.90 0.00
E5491291 157.20 158.70 1.50 0.02
E5491292 158.70 160.10 1.40 0.01
E5491293 160.10 160.90 0.80 0.00
E5491294 160.90 161.70 0.80 0.01
E5491296 161.70 162.60 0.90 0.01
E5491297 162.60 164.00 1.40 0.00
E5491298 164.00 165.00 1.00 0.02

The rock is fine to medium grained and is either a mixture of light green and
light pink or creamy white with a pink tint.  There are large patches of pervasive
strong albite, weak silicification and weak hematite.  Other patchy alterations
include weak hematite, weak to strong chlorite and weak epidote.  The sulphide
content changes with alteration.  There is ~0.5-1% vfg fracture filling and
disseminated pyrite in the albite altered areas.  The rest of the unit has trace
amounts of vfg pyrite.  Veining consists of ~1-2% QTZ/CAR veinlets.  There are
patches of moderate to strong brecciation as well as fracturing throughout.  The
fractures are filled with strong chlorite or pyrite.  The rock is hard and
non-magnetic.
Minor Lithologies:
184.2-185.3m: VUO. Distinct UC 80-90 deg TCA. Strong pervasive chlorite, trace
PY, 3-5% CAR veinlets
185.3-186.3m: IMO. Distinct UC 30-40 deg TCA.  Weak patchy chlorite, trace PY,
1-2% CAR veinlets.

201.00 210.70 VUO, ULTRAMAFIC VOLCANIC
Rock is dark grey with a green tint or deep green.  There is strong pervasive
chlorite throughout.  Other patchy alterations include moderate hematite, and
moderate sericite.  Trace fg dissem and vfg clustered pyrite.  Veining includes
~10-12% CAR veinlets and stringers at a low angle throughout.  The rock is
moderately soft and is non-magnetic.

210.70 234.40 VMT, MAFIC VOLCANIC TUFFACEOUS
The rock is fine grained/aphanitic and is deep purple to bright red in color.
Hematite is pervasive throughout but ranges from weak to strong.  Trace fg
dissem pyrite.  Veining consists of ~3-6% CAR veinlets, stringers and fracture
fillings.  The rock is hard and non-magnetic.
222.6-225.2m: VUO.  Strong pervasive chlorite, trace fg PY, 5-8% CAR veinlets.
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Hole Number: H13-012                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

234.40 299.40 VUO, ULTRAMAFIC VOLCANIC
Rock is dark grey to black with strong pervasive chlorite alteration throughout.
Patchy alterations include weak to moderate talc, weak hematite, weak
leucoxene and weak serpentine.  Trace amounts of fg disseminated pyrite are
present throughout.  Most of the unit contains 1-3% CAR veinlets, stringers and
fracture fillings except for ~8m where there is a high concentration of low angle
carbonate veins.  The rock is soft and is strongly magnetic except for the area
with the high concentration of veining.
Minor Lithologies:
246.8-251m: VMT. Strong pervasive hematite, trace PY, 1% CAR veinlets+fracfills
274.3-279.1m: IMO. Weak patchy sericite, tr-0.5% PY, no veining.
289.5-291.8m: IMO. Weak patchy hematite, trace PY, <1% CAL veinlets.

299.40 349.30 VGB, BIOTITIC GABBRO
Rock is medium to coarse grained and is dark grey with a green tint.  There is a
small amount of fracture controlled weak patchy epidote.  Trace fg disseminated
PY.  Veining consists of <1% CAR stringers (mostly filled by epidote).  The rock
is hard and has magnetism that ranges from weak to strong.

349.30 375.00 VUO, ULTRAMAFIC VOLCANIC
The rock is dark grey to black with strong pervasive chlorite.  Other patchy
alterations include weak talc, weak sericite and strong hematite.  Trace fg
disseminated PY.  There is ~2-4% CAR veinlets, stringers and fracture fillings
overall with some QTZ/CAR veins and veinlets.  The rock is soft and is strongly
magnetic.
363.8m: 15-25cm fault gouge.
Minor lithologies:
356.1-357.6m: IMO. Strong pervasive hematite, trace PY, 2-3% QTZ/CAR
veinlets, strong brecciation.
371.7-375m: VMT. Moderate pervasive hematite, trace PY, 1-2% CAR stringers.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491275 142.40 143.40 0.0110
E5491276 143.40 144.50 0.0020
E5491277 144.50 145.50 0.0040
E5491278 145.50 146.50 0.0020
E5491279 146.50 147.80 0.0080
E5491280 147.80 148.60 0.0020
E5491281 148.60 150.00 0.0190
E5491282 150.00 150.70 0.0060
E5491283 150.70 151.60 0.0130
E5491284 151.60 152.40 0.0190
E5491286 152.40 153.20 0.0160
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491287 153.20 154.50 0.0825
E5491288 154.50 155.50 0.0860
E5491289 155.50 156.30 0.0070
E5491290 156.30 157.20 0.0030
E5491291 157.20 158.70 0.0160
E5491292 158.70 160.10 0.0100
E5491293 160.10 160.90 0.0020
E5491294 160.90 161.70 0.0050
E5491296 161.70 162.60 0.0050
E5491297 162.60 164.00 0.0020
E5491298 164.00 165.00 0.0185
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Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371865.000000 551820.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-013               DDH

Hislop Township

YES L23129

DECIMAL METRIC

265.00 -50.00

pperlock

Garant

Small specs of VG @ 114.3m and 114.8m.

0 499.50

Completed: Mar 20, 2013Start Date: Mar 15, 2013

Entered On: Mar 15, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: H13-013                                           Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371865.00 North: Collar Az:

Location: Hislop Township East: 551820.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 15, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 20, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-50.00

265.00

499.50

0.00

499.50

Comments: Small specs of VG @ 114.3m and 114.8m.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar 42.00 mag field=5300; Mag a little low, but azi on track266.90 266.90-48.50 -48.50EZ Shot OK EZ Shot OK

108.00 mag field=5506 150.00 mag field=5499265.90 268.40-47.40 -47.10EZ Shot OK EZ Shot OK

207.00 mag field=5584 255.00 mag field=5732266.00 267.30-46.60 -46.60EZ Shot OK EZ Shot OK

301.00 mag field=5880; Mag high, azi unreliable 351.00 mag field=5538256.60 270.70-46.90 -46.70EZ Shot DO EZ Shot OK

402.00 mag field=5410 450.00 mag field=5443271.90 266.60-46.10 -47.10EZ Shot OK EZ Shot OK

499.00 mag field=5763; Mag high and azi off track.  Azi unreliable247.70 -46.20 EZ Shot DO

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 21.00 HPO, OVERBURDEN
Casing for 21m.  ~1.8m recovered - 1.5m solid core and 30cm rubble.



Page 2 of 8Dec 12, 2013 DETAILED LOG

Hole Number: H13-013                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

21.00 109.20 VMV, MAFIC VOLCANIC VARIOLITIC E5489478 21.00 22.50 1.50 0.03
E5489479 22.50 24.00 1.50 0.25
E5489480 24.00 25.00 1.00 0.01
E5489481 25.00 25.90 0.90 1.20
E5489482 25.90 27.10 1.20 0.09
E5489483 27.10 28.50 1.40 0.02
E5489484 28.50 30.00 1.50 0.01
E5489485 30.00 31.50 1.50 0.03
E5489486 31.50 32.80 1.30 0.05
E5489487 32.80 33.80 1.00 0.35
E5489488 33.80 34.90 1.10 0.39
E5489490 34.90 36.00 1.10 0.01
E5489491 36.00 37.50 1.50 0.03
E5489492 37.50 39.00 1.50 0.01
E5489493 39.00 40.50 1.50 0.01
E5489494 40.50 42.00 1.50 0.12
E5489495 42.00 43.50 1.50 0.07
E5489496 43.50 44.50 1.00 0.60
E5489497 44.50 45.50 1.00 0.03
E5489498 45.50 46.50 1.00 0.10
E5489499 46.50 48.00 1.50 0.01
E5489501 48.00 49.50 1.50 0.01
E5489502 49.50 51.00 1.50 0.02
E5489503 51.00 52.50 1.50 0.01
E5489504 52.50 54.00 1.50 0.01
E5489505 54.00 55.50 1.50 0.01
E5489506 55.50 57.00 1.50 0.02
E5489507 57.00 58.50 1.50 0.38
E5489508 58.50 60.00 1.50 0.02
E5489510 60.00 61.50 1.50 0.14
E5489511 61.50 63.00 1.50 0.27
E5489512 63.00 64.30 1.30 0.38
E5489513 64.30 65.00 0.70 0.44
E5489514 65.00 66.00 1.00 0.59
E5489515 66.00 67.50 1.50 0.00
E5489516 67.50 68.40 0.90 0.02
E5489517 68.40 69.90 1.50 0.45
E5489518 69.90 71.40 1.50 0.08
E5489520 71.40 72.70 1.30 8.31
E5489521 72.70 74.00 1.30 0.14
E5489522 74.00 75.50 1.50 0.12
E5489523 75.50 77.00 1.50 0.76
E5489524 77.00 78.50 1.50 0.45

The rock is fine grained/aphanitic and is dark grey with a light to dark purple tint.
There is patchy to semi-pervasive hematite alteration throughout that ranges
from weak to strong.  Specular hematite is present in veinlets throughout the
interval.  Pyrite concentrations range from trace to 2% throughout the unit but
overall it can be averaged to ~1% vfg and fg disseminated and fracture filling
pyrite throughout the whole unit.  Veining consists primarily of a low
concentration CAR stringers, veinlets and fracture fillings, with minor amounts of
QTZ/CAR veinlets as well as larger QTZ/CAR or CAR (ankerite?) veins.  The
variolite/spherulite concentration is very high.  The flow is very iron rich making
it very hard, polished and strongly magnetic.
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Hole Number: H13-013                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5489525 78.50 79.50 1.00 0.01
E5489526 79.50 80.50 1.00 0.21
E5489527 80.50 81.50 1.00 0.61
E5489528 81.50 82.50 1.00 0.09
E5489530 82.50 83.60 1.10 0.07
E5489531 83.60 84.50 0.90 0.04
E5489532 84.50 85.50 1.00 0.05
E5489533 85.50 87.00 1.50 0.15
E5489534 87.00 88.50 1.50 0.30
E5489535 88.50 90.00 1.50 0.02
E5489536 90.00 91.50 1.50 0.23
E5489537 91.50 93.00 1.50 0.02
E5489538 93.00 94.50 1.50 0.00
E5489540 94.50 96.00 1.50 0.00
E5489541 96.00 97.50 1.50 0.05
E5489542 97.50 99.00 1.50 0.54
E5489543 99.00 100.50 1.50 0.08
E5489544 100.50 102.00 1.50 0.01
E5489545 102.00 103.50 1.50 0.00
E5489546 103.50 105.00 1.50 0.00
E5489547 105.00 106.50 1.50 0.01
E5489548 106.50 108.00 1.50 0.01
E5489549 108.00 109.20 1.20 0.13

109.20 117.00 VMX, MAFIC BRECCIA E5489550 109.20 110.40 1.20 7.78
E5489551 110.40 111.40 1.00 0.49
E5489552 111.40 112.20 0.80 4.50
E5489554 112.20 113.00 0.80 14.20
E5489555 113.00 114.40 1.40 16.20
E5489556 114.40 115.10 0.70 7.00
E5489557 115.10 115.60 0.50 1.71
E5489558 115.60 117.00 1.40 0.23

The rock is fine grained/aphanitic and is light to moderate grey.  Breciation is
very strong throughout.  Patchy alterations include moderate albite, weak sericite
and weak hematite.  High percentages of vf-fg disseminated and fracture filling
pyrite can be seen throughout.  Trace chalcopyrite in veining.  Large QTZ/CAR
veins dominate the unit, the largest at 1.4m with very strong brecciation, clasts
1mm-3cm in size.  The rest of the unit has a low percentage of CAR fracture
fillings, veinlets and stringers. The rock is hard and non-magnetic.
114.3m: spec of VG in BX QTZ/CAR vein.
114.8m: spec of VG in QTZ/CAR vein.
Entire Interval is of Interest.
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Hole Number: H13-013                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

117.00 164.60 VMM, MAFIC VOLCANIC MASSIVE E5489560 117.00 117.80 0.80 0.01
E5489561 117.80 118.80 1.00 0.01
E5489562 118.80 120.00 1.20 0.01
E5489563 120.00 121.50 1.50 0.09
E5489564 121.50 123.00 1.50 0.00
E5489565 123.00 124.50 1.50 0.05
E5489566 124.50 126.00 1.50 0.01
E5489567 126.00 127.50 1.50 0.01
E5489568 127.50 129.00 1.50 0.36
E5489569 129.00 130.50 1.50 0.03
E5489570 130.50 131.90 1.40 0.02
E5489572 131.90 132.70 0.80 0.09
E5489573 132.70 133.70 1.00 0.95
E5489574 133.70 135.00 1.30 0.36
E5489575 163.50 164.60 1.10 0.02

Rock is fine grained/aphanitic and is dark grey with a green tint, or light green in
color.  Weak to moderate leucoxene is present throughout most of the unit.
Other patchy alterations include weak epidote, weak hematite and weak sericite.
Pyrite concentrations ranges between 0.5-1% throughout and is fg fracture
filling, disseminated and clustered.  Veining consists primarily of ~1-2% CAR
veinlets, stringers and fracture filings with a few larger CAR veins/vls.  The rock
is hard and is non-magnetic upto 143m, strongly magnetic for the rest.

164.60 191.70 VMV, MAFIC VOLCANIC VARIOLITIC E5489576 164.60 166.00 1.40 0.16
E5489577 166.00 166.80 0.80 1.22
E5489578 166.80 167.40 0.60 0.33
E5489579 167.40 168.90 1.50 0.03
E5489581 168.90 170.40 1.50 0.01
E5489582 170.40 170.80 0.40 0.02
E5489583 170.80 171.80 1.00 0.01
E5489584 171.80 172.80 1.00 0.18
E5489585 172.80 173.50 0.70 0.06
E5489586 173.50 174.00 0.50 1.56
E5489587 174.00 175.40 1.40 1.16
E5489588 175.40 175.90 0.50 0.33
E5489590 175.90 177.00 1.10 0.02

The rock is fine grained/aphanitic and is dark grey with a green tint with patches
yellow-green or deep purple.  Patchy alterations include weak to moderate
sericite, weak to moderate hematite, weak bleaching and weak epidote.  Around
larger veins, patchy moderate albite and silicification is present.  Trace-0.5% fg
disseminated and fracture filling pyrite throughout most of the unit with higher
concentrations around the larger veining.  Veining is dominated by QTZ-CAR,
QTZ and CAR(ankerite?) veins ranging in size from 30-60cm.  The rest of the
interval has 1-3% CAR veinlets, stringers and fracture fillings.  Small patches of
localized brecciation.  The rock is hard and is predominantly non-magnetic with
strong magnetism for the first few meters.

191.70 316.60 VMM, MAFIC VOLCANIC MASSIVE
Rock is fine grained and dark grey with a green tint.  Patchy alterations include
weak epidote, weak hematite and weak leucoxene.  The epidote is predominatly
fracture controlled.  Trace pyrite throughout, with a local concentrations of 1-3%
associated with veining.  Veining consists of 1-3% CAR veinlets, stringers and
fracture fillings (many filled with epidote).  Small patches of varioles and
amygdules.  The rock is hard and moderately to strongly magnetic.
281.9-290m: Small syenitic intrusions associated with an increase in pyrite
concentration.
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Hole Number: H13-013                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

316.60 462.00 VMP, VOLCANIC MASSIVE PILLOWED
The rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak to moderate epidote and weak leucoxene.  Epidote is
mostly fracture controlled.  Trace amounts of fg pyrite are found clustered in the
pillow selvages.   Very little veining, mostly CAR stringers and fracture fillings
(many filled with epidote) and minor amounts of QTZ/CAR veinlets. Small
patches of amygdules can be seen throughout the interval.  Small patches of
weak to moderate brecciation are present towards the end of the interval.  The
rock is hard and mostly non-magnetic with a few patches of strong magnetism.

462.00 499.50 VMV, MAFIC VOLCANIC VARIOLITIC E5489591 481.40 482.30 0.90 0.02
E5489592 482.30 483.30 1.00 0.04
E5489593 483.30 484.00 0.70 0.02
E5489594 484.00 485.50 1.50 0.01
E5489595 485.50 486.00 0.50 0.04
E5489596 486.00 487.00 1.00 0.03
E5489597 487.00 488.00 1.00 0.02
E5489598 488.00 489.00 1.00 0.02
E5489599 489.00 490.10 1.10 0.01

The rock is fine grained/aphanitic and is dark grey with a green tint and some
patches of deep purple.  Patchy alterations include weak to strong hematite,
weak to moderate bleaching, and weak sericite.  Pyrite concentrations range
from trace to 1% throughout most of the interval and are mostly vfg fracture
filling or dissem.  There is a small patch of 2-3% vfg dissem pyrite associated
with moderate silicification and weak albite alteration.  Veining consists of very
low concentrations of CAR stringers, fracture fillings and a few veinlets. After
~279m, small syenitic intrusions become present ranging in size from 2-40cm.
Small patches of amygdules and moderate to strong brecciation are present. The
rock is hard and strongly magnetic.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489478 21.00 22.50 0.0265
E5489479 22.50 24.00 0.2490
E5489480 24.00 25.00 0.0050
E5489481 25.00 25.90 1.2000
E5489482 25.90 27.10 0.0930
E5489483 27.10 28.50 0.0170
E5489484 28.50 30.00 0.0080
E5489485 30.00 31.50 0.0330
E5489486 31.50 32.80 0.0480
E5489487 32.80 33.80 0.3520
E5489488 33.80 34.90 0.3850
E5489490 34.90 36.00 0.0072
E5489491 36.00 37.50 0.0250
E5489492 37.50 39.00 0.0060
E5489493 39.00 40.50 0.0080
E5489494 40.50 42.00 0.1240
E5489495 42.00 43.50 0.0680
E5489496 43.50 44.50 0.6030
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Hole Number: H13-013                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489497 44.50 45.50 0.0270
E5489498 45.50 46.50 0.0950
E5489499 46.50 48.00 0.0060
E5489501 48.00 49.50 0.0060
E5489502 49.50 51.00 0.0150
E5489503 51.00 52.50 0.0092
E5489504 52.50 54.00 0.0060
E5489505 54.00 55.50 0.0070
E5489506 55.50 57.00 0.0220
E5489507 57.00 58.50 0.3750
E5489508 58.50 60.00 0.0150
E5489510 60.00 61.50 0.1350
E5489511 61.50 63.00 0.2740
E5489512 63.00 64.30 0.3810
E5489513 64.30 65.00 0.4380
E5489514 65.00 66.00 0.5900
E5489515 66.00 67.50 0.0030
E5489516 67.50 68.40 0.0230
E5489517 68.40 69.90 0.4500
E5489518 69.90 71.40 0.0770
E5489520 71.40 72.70 8.3100
E5489521 72.70 74.00 0.1360
E5489522 74.00 75.50 0.1210
E5489523 75.50 77.00 0.7580
E5489524 77.00 78.50 0.4470
E5489525 78.50 79.50 0.0090
E5489526 79.50 80.50 0.2120
E5489527 80.50 81.50 0.6050
E5489528 81.50 82.50 0.0929
E5489530 82.50 83.60 0.0660
E5489531 83.60 84.50 0.0380
E5489532 84.50 85.50 0.0530
E5489533 85.50 87.00 0.1540
E5489534 87.00 88.50 0.3010
E5489535 88.50 90.00 0.0210
E5489536 90.00 91.50 0.2260
E5489537 91.50 93.00 0.0180
E5489538 93.00 94.50 0.0030
E5489540 94.50 96.00 0.0025
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Hole Number: H13-013                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489541 96.00 97.50 0.0520
E5489542 97.50 99.00 0.5390
E5489543 99.00 100.50 0.0820
E5489544 100.50 102.00 0.0080
E5489545 102.00 103.50 0.0020
E5489546 103.50 105.00 0.0046
E5489547 105.00 106.50 0.0110
E5489548 106.50 108.00 0.0060
E5489549 108.00 109.20 0.1250
E5489550 109.20 110.40 7.7800
E5489551 110.40 111.40 0.4870
E5489552 111.40 112.20 4.5000
E5489554 112.20 113.00 14.2000
E5489555 113.00 114.40 16.2000
E5489556 114.40 115.10 7.0000
E5489557 115.10 115.60 1.7100
E5489558 115.60 117.00 0.2310
E5489560 117.00 117.80 0.0080
E5489561 117.80 118.80 0.0070
E5489562 118.80 120.00 0.0060
E5489563 120.00 121.50 0.0900
E5489564 121.50 123.00 0.0040
E5489565 123.00 124.50 0.0480
E5489566 124.50 126.00 0.0100
E5489567 126.00 127.50 0.0060
E5489568 127.50 129.00 0.3630
E5489569 129.00 130.50 0.0310
E5489570 130.50 131.90 0.0150
E5489572 131.90 132.70 0.0880
E5489573 132.70 133.70 0.9510
E5489574 133.70 135.00 0.3550
E5489575 163.50 164.60 0.0186
E5489576 164.60 166.00 0.1630
E5489577 166.00 166.80 1.2200
E5489578 166.80 167.40 0.3260
E5489579 167.40 168.90 0.0250
E5489581 168.90 170.40 0.0090
E5489582 170.40 170.80 0.0200
E5489583 170.80 171.80 0.0120
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Hole Number: H13-013                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489584 171.80 172.80 0.1810
E5489585 172.80 173.50 0.0590
E5489586 173.50 174.00 1.5600
E5489587 174.00 175.40 1.1600
E5489588 175.40 175.90 0.3285
E5489590 175.90 177.00 0.0200
E5489591 481.40 482.30 0.0240
E5489592 482.30 483.30 0.0390
E5489593 483.30 484.00 0.0220
E5489594 484.00 485.50 0.0120
E5489595 485.50 486.00 0.0430
E5489596 486.00 487.00 0.0260
E5489597 487.00 488.00 0.0150
E5489598 488.00 489.00 0.0190
E5489599 489.00 490.10 0.0130
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GRAPHIC SUMMARY REPORT

0

57.00
HPO

57.00

204.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371750.000000 551820.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-014               DDH

Hislop Township

YES L23129

DECIMAL METRIC

265.00 -50.00

pperlock

Garant

0 204.00

Completed: Mar 20, 2013Start Date: Mar 14, 2013

Entered On: Mar 17, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Hole Number: H13-014                                           Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371750.00 North: Collar Az:

Location: Hislop Township East: 551820.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 14, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 20, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-50.00

265.00

204.00

0.00

204.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar; Duplicate of test @ 78m 78.00 mag field=5630256.10 256.10-49.90 -49.90EZ Shot OK EZ Shot OK

102.00 mag field=5544 150.00 mag field=5624257.90 254.70-49.10 -49.50EZ Shot OK EZ Shot OK

204.00 mag field=5621257.30 -50.40 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 57.00 HPO, OVERBURDEN
Casing upto 57m.  ~3m of core recovered (entire Box1) - mostly rubble
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Hole Number: H13-014                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

57.00 204.00 VUO, ULTRAMAFIC VOLCANIC E5491587 76.10 77.60 1.50 0.06
E5491588 77.60 78.60 1.00 0.00
E5491589 78.60 80.00 1.40 7.77
E5491590 80.00 81.00 1.00 17.80
E5491591 81.00 82.00 1.00 5.21
E5491592 82.00 82.70 0.70 8.94
E5491593 82.70 83.50 0.80 0.15
E5491594 83.50 84.00 0.50 6.72
E5491596 84.00 85.00 1.00 1.29
E5491597 85.00 85.70 0.70 0.74
E5491598 85.70 87.00 1.30 0.51
E5491599 87.00 88.00 1.00 0.39
E5491600 114.00 114.80 0.80 0.11
E5491601 114.80 115.50 0.70 0.01
E5491602 115.50 116.30 0.80 0.04
E5491603 116.30 117.10 0.80 0.08
E5491604 117.10 117.40 0.30 0.03
E5491606 117.40 117.90 0.50 0.41
E5491607 117.90 118.70 0.80 0.06
E5491608 118.70 119.40 0.70 0.11
E5491609 119.40 120.60 1.20 0.13
E5491610 120.60 121.80 1.20 0.09
E5491611 121.80 123.00 1.20 0.03

The rock is dark grey to black with some large intervals where the rock is blueish
grey.  Strong pervasive chlorite.  Other patchy alterations include weak to
moderate talc, weak sericite. Weak to moderate glaucophane is seen throughout
the entire hole.  Throughout the majority of the hole, the pyrite concentration
ranges from trace to 1% and is mostly fine grained disseminated.  There are
small patches where the concentrations reach 2-4% that are mostly associated
with sericite alteration, or syenite intrusions, or faulting.  Veining consists of
mostly low to moderate concentrations of carbonate veinlets and fracture fillings.
Evidence of faulting can be seen throughout the entire hole ranging from a
couple of meters of fractured rock and rubble to a few cm of fault gouge.  The
rock is very soft and is moderately to strongly magnetic.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491587 76.10 77.60 0.0585
E5491588 77.60 78.60 0.0040
E5491589 78.60 80.00 7.7700
E5491590 80.00 81.00 17.8000
E5491591 81.00 82.00 5.2100
E5491592 82.00 82.70 8.9400
E5491593 82.70 83.50 0.1460
E5491594 83.50 84.00 6.7200
E5491596 84.00 85.00 1.2900
E5491597 85.00 85.70 0.7350
E5491598 85.70 87.00 0.5140
E5491599 87.00 88.00 0.3900
E5491600 114.00 114.80 0.1100
E5491601 114.80 115.50 0.0130
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Hole Number: H13-014                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491602 115.50 116.30 0.0360
E5491603 116.30 117.10 0.0830
E5491604 117.10 117.40 0.0280
E5491606 117.40 117.90 0.4100
E5491607 117.90 118.70 0.0550
E5491608 118.70 119.40 0.1140
E5491609 119.40 120.60 0.1290
E5491610 120.60 121.80 0.0880
E5491611 121.80 123.00 0.0300
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GRAPHIC SUMMARY REPORT

0

12.00
HPO

12.00

29.20
VMM

29.20

170.00
VMV

170.00

222.00
VGO

222.00

375.70

VMP

375.70

403.70
VMV

403.70

483.00
VMM

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371960.000000 551715.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-015               DDH

Hislop Township

YES L23129

DECIMAL METRIC

265.00 -60.00

pperlock

Garant

0 483.00

Completed: Mar 30, 2013Start Date: Mar 25, 2013

Entered On: Mar 26, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Hole Number: H13-015                                           Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371960.00 North: Collar Az:

Location: Hislop Township East: 551715.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 25, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 30, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-60.00

265.00

483.00

0.00

483.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar; Azi taken as true from plan, Dip taken from test @ 24m 24.00 mag field=5266; Mag low.  Test close to casing.  Azi unreliable265.00 247.40-48.40 -48.40EZ Shot OK EZ Shot DO

105.00 mag field=5448 153.00 mag field=5612259.90 260.80-48.10 -47.40EZ Shot OK EZ Shot OK

201.00 mag field=5739; Mag may be a little high.  Azi may be unreliable 255.00 mag field=5519250.60 262.60-48.30 -47.00EZ Shot DO EZ Shot OK

300.00 mag field=5631 351.00 mag field=5653259.60 256.20-47.60 -46.40EZ Shot OK EZ Shot OK

400.00 mag field=5627 459.00 mag field=5579262.30 265.10-46.90 -45.60EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 12.00 HPO, OVERBURDEN
Casing upto 12m.  ~40cm core recovered.

12.00 29.20 VMM, MAFIC VOLCANIC MASSIVE
Rock is fine grained/aphanitic and is dark grey with a green tint.  Weak fracture
controlled epidote. Trace-0.5% fg disseminated, clustered and fracture filling
pyrite. ~1% CAR stringers and veinlets.  The rock is hard and strongly magnetic.

29.20 170.00 VMV, MAFIC VOLCANIC VARIOLITIC E5489600 81.00 82.20 1.20 0.00
E5489601 82.20 83.40 1.20 1.10
E5489602 83.40 84.40 1.00 0.01
E5489603 165.00 166.40 1.40 0.01
E5489604 166.40 167.20 0.80 0.00
E5489606 167.20 168.00 0.80 0.05
E5489607 168.00 168.70 0.70 0.25
E5489608 168.70 170.00 1.30 0.02

The rock is fine grained/aphanitic and is dark grey with a green tint.  Very little
alteration including weak hematite, weak epidote, weak to moderate bleaching
and weak leucoxene.  Pyrite is vf-fg, is mostly fracture filling and ranges between
trace to 1% throughout.  There are small regions where pyrite is very clustered
and concentrations reach 3-5%.  Very little veining, mostly CAR stringers and
fracture fillings with some veinlets.  One 10-15cm QTZ/CAR vein with a moderate
concentration of pyrite at the edges.  Patches of amygdules and moderate to
strong brecciation throughout.  The rock is hard and strongly magnetic.

170.00 222.00 VGO, GABBRO E5489609 170.00 171.00 1.00 0.01
Possibly alternating between VMM and VGO.  Rock is fine to medium grained and
is dark grey with a green tint.  Patchy alterations include weak epidote, weak
leucoxene and weak hematite. Epidote is primarily fracture controlled.  Pyrite is
fine grained, mostly fracture controlled and concentrations range from trace to
1% throughout.  Small concentrations of CAR stringers, fracture fillings and
veinlets.  The rock is hard and strongly magnetic.
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Hole Number: H13-015                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

222.00 375.70 VMP, VOLCANIC MASSIVE PILLOWED E5489610 374.20 375.70 1.50 0.02
The rock is fine grained/aphanitic and is dark grey with a green tint.  Mostly
altered by weak to moderate fracture controlled epidote and minor amounts of
weak hematite and weak leucoxene.  Trace-05% fg fracture filling, clustered and
selvage controlled pyrite throughout. Minor amounts of pyrrohtite mixed in with
selvage controlled pyrite.  Low to moderate concentration of CAR veinlets,
stringers and fracture fillings (amount of epidote filling in these veinlets
decreases with depth).  Strong brecciation occurs throughout the fault at 337m.
Patches of amygdules filled with pyrite can be found throughout.  The rock is
hard and is strongly magnetic for the first few meters then becomes
non-magnetic to weakly magnetic with some small strong patches when the
pillows become stronger and more abundant.
Multiple patches of possible slip (rubble) between 322.8 and 325m.

375.70 403.70 VMV, MAFIC VOLCANIC VARIOLITIC E5489611 375.70 376.30 0.60 0.04
E5489612 376.30 377.10 0.80 0.24
E5489614 377.10 377.90 0.80 0.20
E5489615 377.90 379.40 1.50 0.00

The rock is fine-grained/aphanitic and is dark grey with a green tint.  Fairly
unaltered with minor patchy weak bleaching, weak hematite and weak
leucoxene.  Trace-1% vfg fracture filling pyrite throughout most of the interval.
Higher concentrations described below.
Low to moderate concentrations of carbonate veinlets, stringers and fracture
fillings.  Very minor syenitic intrusions/veinlets towards the LC.  The rock is hard
and primarily strongly magnetic but has some larger intervals where there is no
magnetism.
Interval of Interest:
375.7-377.9m: Moderate patchy albite, 3-4% vf-fg dissem PY, little CAR veining,
weak to moderate BX.

403.70 483.00 VMM, MAFIC VOLCANIC MASSIVE E5489616 405.00 405.50 0.50 0.01
E5489617 405.50 407.10 1.60 0.02
E5489618 407.10 408.00 0.90 0.02
E5489619 408.00 409.50 1.50 0.01

Could possibly be VGO or could be alternating between VGO and VMM.
Assuming it is a fine to medium grained VMM flow.  The rock is dark grey with a
green tint.  Mostly altered by fracture controlled weak epidote and weak
leucoxene with minor amounts of weak patchy hematite.  The majority of the
interval has trace amounts of vf-fg fracture filling pyrite, except for ~2m where
there is a high concentration of ~6-7% vf-fg disseminated and fracture filling
pyrite associated with weak banding of increased hematite alteration @ 50-60
deg TCA, and weak patchy sericite.  Veining percentages are low and consist of
CAR veinlets, stringers and fracture fillings.  The rock is hard and strongly
magnetic.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489600 81.00 82.20 0.0040
E5489601 82.20 83.40 1.1000
E5489602 83.40 84.40 0.0060
E5489603 165.00 166.40 0.0100
E5489604 166.40 167.20 0.0030
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Hole Number: H13-015                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489606 167.20 168.00 0.0520
E5489607 168.00 168.70 0.2500
E5489608 168.70 170.00 0.0200
E5489609 170.00 171.00 0.0070
E5489610 374.20 375.70 0.0170
E5489611 375.70 376.30 0.0390
E5489612 376.30 377.10 0.2395
E5489614 377.10 377.90 0.1990
E5489615 377.90 379.40 0.0010
E5489616 405.00 405.50 0.0080
E5489617 405.50 407.10 0.0160
E5489618 407.10 408.00 0.0150
E5489619 408.00 409.50 0.0120
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GRAPHIC SUMMARY REPORT
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42.00
HPO
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109.40
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230.70
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504.10
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523.90
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523.90
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371785.000000 551830.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-016               DDH

Hislop Township

YES L23129

DECIMAL METRIC

265.00 -50.00

pperlock

Garant

Block error @ 363m - All blocks have been moved ahead 3m.

0 537.00

Completed: Mar 31, 2013Start Date: Mar 25, 2013

Entered On: Mar 26, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: H13-016                                           Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371785.00 North: Collar Az:

Location: Hislop Township East: 551830.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 25, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 31, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-50.00

265.00

537.00

0.00

537.00

Comments: Block error @ 363m - All blocks have been moved ahead 3m.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar; Duplicate of test @ 63m 36.00 mag field=5548; Test bad.261.50 211.60-47.80 -60.90EZ Shot OK EZ Shot

63.00 mag field=5605 102.00 mag field=5895261.50 261.10-47.80 -47.60EZ Shot OK EZ Shot OK

150.00 mag field=5591 201.00 mag field=5555267.80 260.20-47.10 -46.60EZ Shot OK EZ Shot OK

250.00 mag field=5588 300.00 mag field=5645269.80 258.20-45.70 -45.70EZ Shot OK EZ Shot OK

350.00 mag field=5698 399.00 mag field=5631267.00 258.30-45.20 -45.60EZ Shot OK EZ Shot OK

450.00 mag field=5517 501.00 mag field=5281260.10 260.40-45.90 -45.00EZ Shot OK EZ Shot OK

537.00 mag field=5534261.60 -44.80 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 42.00 HPO, OVERBURDEN
Casing upto 42m.  ~1m of core recovered - rubble.

42.00 48.80 VMM, MAFIC VOLCANIC MASSIVE E5491612 46.50 48.00 1.50 0.01
E5491613 48.00 48.80 0.80 0.01Rock is fine grained/aphanitic and is dark grey with a green tint.  Fairly unaltered

with minor patchy weak hematite and leucoxene.  Pyrite is vf-fg, mostly fracture
filling and ranges from trace to 1%.  1-2% CAR stringers, fracture fillings and
veinlets.  Small patch of weak to moderate brecciation.  The rock is hard and
mostly non-magnetic with a few strongly magnetic patches.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

48.80 68.90 VMV, MAFIC VOLCANIC VARIOLITIC E5491614 48.80 50.30 1.50 6.78
E5491615 50.30 51.50 1.20 3.91
E5491616 51.50 52.40 0.90 0.35
E5491617 52.40 53.10 0.70 0.06
E5491618 53.10 54.00 0.90 0.10
E5491620 54.00 55.00 1.00 0.01
E5491621 55.00 56.00 1.00 0.01
E5491622 56.00 57.20 1.20 0.01
E5491623 57.20 57.70 0.50 0.11
E5491624 57.70 59.00 1.30 0.66
E5491625 59.00 60.00 1.00 6.88
E5491626 60.00 61.00 1.00 0.54
E5491627 61.00 62.00 1.00 0.39
E5491628 62.00 63.30 1.30 0.04
E5491630 63.30 64.50 1.20 0.11
E5491631 64.50 65.70 1.20 0.01
E5491632 65.70 66.50 0.80 0.04
E5491633 66.50 67.30 0.80 0.01
E5491634 67.30 68.10 0.80 0.02
E5491635 68.10 68.90 0.80 0.37

Distinct UC 50-60 deg TCA.  The rock is deep purple with pervasive moderate to
strong pervasive hematite alteration.  There is also weak to moderate patchy
bleaching throughout.  Pyrite concentrations range from 0.5-4%, but there is
~2% pyrite overall.  Pyrite can be vfg or fg and is primarily fracture filling with
some disseminated and clustered.  Veining is dominated by low angle QTZ/CAR
veinlets running sub-parallel TCA.  There are also minor amounts of CAR
stringers, fracture fillings and veinlets.  Small patches of weak to moderate
brecciation.  The rock is hard and non-magnetic.
Entire interval is of interest.

68.90 109.40 VUO, ULTRAMAFIC VOLCANIC E5491636 68.90 69.60 0.70 0.26
E5491637 69.60 71.10 1.50 0.02Distinct UC 40-50 deg TCA.  Veinlets of specular hematite @ UC.  The rock is

dark grey to black and has strong pervasive chlorite throughout.  Other patchy
alterations include weak talc, weak hematite and weak sericite.  Trace amounts
of fg disseminated pyrite throughout.  Low to moderate concentration of CAR
veinlets and stringers.  There is evidence of faulting throughout the entire
interval (mostly before 84m), mostly small patches of fault gouge.  The rock is
soft and mostly non-magnetic with small patches of moderate magnetism.

109.40 129.00 VMM, MAFIC VOLCANIC MASSIVE
The rock is fine grained/aphanitic and is dark grey with a green tint.  Fairly
unaltered with small amounts of weak hematite, weak bleaching and weak
sericite.  Trace amounts of vf-fg fracture filling pyrite. Very little veining, mostly
CAR stringers and fracture fillings, minor veinlets. Small patches of varioles and a
few meters of strong brecciation over the first 7m.  The rock is hard and strongly
magnetic.

129.00 189.00 VMV, MAFIC VOLCANIC VARIOLITIC E5491638 186.00 187.50 1.50 0.01
E5491640 187.50 189.00 1.50 0.00The rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy

alterations include weak to moderate epidote, weak to moderate bleaching and
weak hematite.  Veinlets of specular hematite present.  Pyrite is vf-fg, mostly
fracture filling with some disseminated, some fracture controlled, and has
concentrations ranging from trace to 1% throughout. Trace chalcopyrite deeper
in the unit.  Veining concentrations are low to moderate and consist of either
high angle CAR stringers or low angle QTZ/CAR and CAR veinlets.  The rock is
hard and alternates between intervals of strong magnetism and no magnetism.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

189.00 198.70 VMX, MAFIC BRECCIA E5491641 189.00 190.10 1.10 0.08
E5491642 190.10 190.90 0.80 0.53
E5491643 190.90 191.40 0.50 0.37
E5491644 191.40 192.00 0.60 0.06
E5491645 192.00 192.50 0.50 0.70
E5491646 192.50 193.40 0.90 0.63
E5491647 193.40 193.90 0.50 0.17
E5491648 193.90 194.40 0.50 0.12
E5491650 194.40 195.00 0.60 0.22
E5491651 195.00 196.40 1.40 0.78
E5491652 196.40 197.00 0.60 0.09
E5491653 197.00 197.50 0.50 0.04
E5491654 197.50 198.00 0.50 0.03
E5491655 198.00 198.70 0.70 0.03

The rock is fine grained/aphanitic and is light to medium grey in color.  Moderate
to strong albite alteration is present throughout and is pervasive over small
intervals.  Weak to moderate patchy sericite is also present throughout.  There is
a bright green alteration that resembles fuchsite - could be epidote, sericite, a
mixture?  Over intervals where there is strong albite alteration and strong
veining, there are high concentrations of vfg disseminated and fracture filling
pyrite.  The rest of the interval has pyrite concentrations ranging from trace-1%.
In general, veining concentrations are low to moderate except for a 1.5m interval
containing large QTZ/CAR veins.  These veins resemble c-veins with crustiform
texture.  These veins are outlined by dark grey that could possibly be chert.
Brecciation is pervasive throughout and is moderate to strong.  The rock is hard
and is non-magnetic.
The entire interval is of interest.

198.70 230.70 VMV, MAFIC VOLCANIC VARIOLITIC E5491656 198.70 199.80 1.10 0.01
E5491657 199.80 201.00 1.20 0.00
E5491658 201.00 202.50 1.50 0.08
E5491660 202.50 204.00 1.50 0.04
E5491661 204.00 204.90 0.90 0.07
E5491662 204.90 205.40 0.50 2.13
E5491663 205.40 206.10 0.70 0.01

The rock is fine grained/aphanitic and dark moderate grey with a green tint.
Patchy weak epidote, weak leucoxene, weak to moderate hematite, weak sericite
and weak bleaching.  Trace amounts of fg fracture filling pyrite throughout most
of the unit.  Veining consists of low percentages of CAR veinlets, stringers and
fracture fillings.
216.4m: 20-30cm possible fault - tiny to large rubble.

230.70 321.80 VMM, MAFIC VOLCANIC MASSIVE
The rock is fine grained/aphanitic and is dark grey with a green tint.  Main
alterations are fracture controlled weak to moderate epidote and weak to
moderate leucoxene.  Other minor patchy alterations include weak hematite,
weak sericite and weak bleaching.  Pyrite is vf-fg and is mostly fracture filling or
fracture controlled with some disseminated.  Pyrite concentrations range from
trace to 1% throughout.  Veining concentrations are low with ~1-3% CAR
veinlets, stringers and fracture fillings throughout.  Small patch of pillows is
present.  The rock is hard and strongly magnetic.
216.4m: Possible fault zone. 20-30cm tiny to large rubble.

321.80 367.20 VMP, VOLCANIC MASSIVE PILLOWED E5491664 356.80 357.90 1.10 0.01
E5491665 357.90 359.00 1.10 0.65
E5491666 359.00 360.20 1.20 0.13
E5491667 360.20 361.10 0.90 0.13
E5491668 361.10 361.50 0.40 0.01
E5491670 361.50 363.00 1.50 0.03
E5491671 363.00 364.50 1.50 0.01
E5491672 364.50 366.00 1.50 0.00
E5491673 366.00 367.20 1.20 0.00

The rock is fine grained and is dark grey with a green tint.  Fairly unaltered with
minor amounts of patchy weak epidote, weak to strong hematite, weak bleaching
and weak leucoxene.  Pyrite concentrations range from trace to 1% throughout
with higher concentrations around veinlets running parallel TCA.  Pyrite is mostly
fracture filling or fracture controlled and is vf-fg.  Veining primarily consists of
low concentrations of CAR stringers and fracture fillings with a minor amount of
CAR veinlets running parallel TCA.  Small patch of moderate to strong
brecciation.  The rock is hard and strongly magnetic.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

367.20 397.80 VMM, MAFIC VOLCANIC MASSIVE E5491674 367.20 368.70 1.50 0.01
E5491675 368.70 370.00 1.30 0.01
E5491676 370.00 371.00 1.00 0.04
E5491677 371.00 372.00 1.00 0.00
E5491678 372.00 373.20 1.20 0.03
E5491680 373.20 374.10 0.90 0.16
E5491681 374.10 375.60 1.50 0.18
E5491682 375.60 376.00 0.40 0.21
E5491683 376.00 377.50 1.50 0.12
E5491684 377.50 378.00 0.50 0.01
E5491685 378.00 379.50 1.50 0.01

The rock is fine grained/aphanitic and is dark grey with a green tint.  Alterations
are predominantly moderate patchy hematite and weak to moderate patchy
leucoxene.  Throughout most of the unit, pyrite concentrations range from trace
to 1%, it is vf-fg fracture filling and the the veining is 2-3% CAL stringers and
fracture fillings.  Over ~6m, there is increased hematite/leucoxene, ~1-3% fg
disseminated and fracture filling pyrite and a high concentration of CAL
veinlets/veins.  The rock is hard and strongly magnetic (except in the small area
just mentioned).

397.80 453.40 VMP, VOLCANIC MASSIVE PILLOWED E5491686 403.70 405.20 1.50 0.01
E5491687 405.20 406.70 1.50 0.04
E5491688 406.70 408.00 1.30 0.00
E5491690 408.00 409.00 1.00 0.02
E5491691 409.00 409.90 0.90 0.01
E5491692 409.90 411.00 1.10 0.01
E5491693 411.00 412.00 1.00 0.01
E5491694 412.00 412.90 0.90 0.01
E5491695 412.90 414.40 1.50 0.01
E5491696 414.40 415.40 1.00 0.09
E5491697 415.40 416.10 0.70 0.09
E5491698 416.10 417.00 0.90 0.16
E5491700 417.00 417.70 0.70 0.03
E5491701 417.70 419.20 1.50 0.03
E5491702 452.00 453.40 1.40 0.04

The rock is fine grained/aphanitic and is dark grey with a green tint.  Fairly
unaltered with minor patchy amounts of weak hematite, weak sericite and weak
epidote.  Pyrite concentrations generally range from trace to 1% throughout and
are fracture filling, disseminated and fracture controlled.  There is also a local
concentration ranging from 2 to 4% over ~3m that is associated with moderate
to strong brecciation and increased veining.  Veining concentrations are low to
moderate and consist of CAL stringers, veinlets and fracture fillings.  With depth,
a few small ISO intrusions/veinlets begin to appear.  The rock is hard and
strongly magnetic.
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From To Lithology

Assay Data
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453.40 504.10 VMM, MAFIC VOLCANIC MASSIVE E5491703 453.40 454.30 0.90 0.02
E5491704 454.30 455.10 0.80 0.04
E5491705 455.10 456.00 0.90 0.01
E5491706 456.00 457.50 1.50 0.02
E5491707 457.50 458.50 1.00 0.08
E5491708 458.50 459.40 0.90 0.05
E5491710 459.40 460.60 1.20 0.01
E5491711 460.60 461.80 1.20 0.02
E5491712 461.80 463.00 1.20 0.50
E5491713 463.00 463.70 0.70 0.23
E5491714 463.70 464.30 0.60 0.22
E5491715 464.30 465.70 1.40 0.26
E5491716 465.70 467.10 1.40 0.13
E5491717 467.10 468.00 0.90 0.01
E5491718 468.00 469.30 1.30 0.04
E5491720 469.30 470.20 0.90 0.09
E5491721 470.20 471.40 1.20 0.18
E5491722 471.40 472.80 1.40 0.04
E5491723 472.80 474.00 1.20 0.03
E5491724 474.00 475.50 1.50 0.05
E5491725 475.50 477.00 1.50 0.09
E5491726 477.00 478.00 1.00 0.07
E5491727 478.00 479.00 1.00 0.04
E5491728 479.00 480.00 1.00 0.12
E5491730 480.00 481.50 1.50 0.09
E5491731 481.50 482.90 1.40 0.02
E5491732 482.90 484.00 1.10 0.03
E5491733 484.00 485.00 1.00 0.02
E5491734 485.00 486.00 1.00 0.07
E5491735 486.00 486.90 0.90 0.09
E5491736 486.90 488.30 1.40 0.75
E5491737 488.30 489.20 0.90 0.03
E5491738 489.20 490.50 1.30 0.04
E5491740 490.50 492.00 1.50 0.02
E5491741 492.00 493.00 1.00 0.02
E5491742 493.00 494.00 1.00 0.01
E5491743 494.00 495.10 1.10 0.01
E5491744 495.10 496.00 0.90 0.08
E5491745 496.00 497.50 1.50 0.15
E5491746 497.50 498.50 1.00 0.06
E5491747 498.50 499.30 0.80 0.03
E5491748 499.30 499.80 0.50 0.06
E5491750 499.80 501.00 1.20 8.43

HEMATITE ALTERED BRECCIATED MAFICS WITH VARIOLES AND MINOR VMX:
The rock is fine grained/aphanitic and is dark grey with a green tint or light to
deep purple. Hematite alteration is pervasive to semi-pervasive throughout and
ranges from weak to moderate.  Other patchy alterations include weak albite,
weak sericite and weak bleaching. Pyrite concentrations range from 0.5-1%
throughout most of the interval and are mostly fracture filling.  Higher pyrite
concentrations occur in the areas with albite alteration.  Very trace amounts of
chalcopyrite can be seen in some veinlets.  Veining concentration is low to
moderate and consists of CAR veinlets, stringers and fracture fillings. Brecciation
is present throughout the unit and ranges from weak to strong.  Small patches of
varioles are present. The rock is hard and is non-magnetic.
Intervals of Interest:
461.8-464.3m: Weak to moderate BX. Weak pervasive hematite, weak patchy
albite, 1-2% vf-fg fracture contrlled, dissem PY, 7-8% CAR (ankerite?)
veins/veinlets.
486.9-488.3m: Weak pervasive hematite, weak patchy albite, 1-3% vfg PY,
2-3% CAR veinlets+stringers+fracture fillings.
495.1-496m: Weak pervasive hematite, 1-2% fg fracture filling PY, 3-4% CAR
fracture fillings +veinlets.
499.3-501.3m: Weak pervasive hematite, weak patchy albite, 3-5% vfg fracture
filling, dissem PY, 2-4% CAR veinlets+stringers+fracture filings.
501.3-504.1m: Moderate patchy sericite, weak patchy albite, 5-7% fg banded
PY, 2-3% CAR veinlets and fracture fillings.
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From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5491751 501.00 501.30 0.30 0.17
E5491752 501.30 502.00 0.70 0.35
E5491753 502.00 503.00 1.00 0.18
E5491754 503.00 503.70 0.70 0.03
E5491755 503.70 504.10 0.40 0.02

504.10 523.90 VMM, MAFIC VOLCANIC MASSIVE E5491756 504.10 505.00 0.90 0.01
E5491757 505.00 506.00 1.00 0.01
E5491758 506.00 507.00 1.00 0.02
E5491760 507.00 508.50 1.50 0.01
E5491761 508.50 510.00 1.50 0.00
E5491762 510.00 511.00 1.00 0.01
E5491763 511.00 512.20 1.20 0.01
E5491764 512.20 513.00 0.80 0.01
E5491765 513.00 514.50 1.50 0.00
E5491766 514.50 516.00 1.50 0.01
E5491767 516.00 516.80 0.80 0.02
E5491768 516.80 517.70 0.90 0.01
E5491769 517.70 519.00 1.30 0.01
E5491771 519.00 520.00 1.00 0.01
E5491772 520.00 521.50 1.50 0.00

The rock is fine-grained/aphanitic and is dark grey with a green tinte.  Patchy
alterations include strong hematite, weak epidote and weak bleaching.  Pyrite
concentrations range from trace to 1% and are mostly fg fracture filling.  Veining
concentrations are low to moderate and consist of CAR veinlets, stringers and
fracture fillings.  The rock is hard and moderately to strongly magnetic.

523.90 537.00 VMT, MAFIC VOLCANIC TUFFACEOUS
The rock is fine grained and deep red to purple in color.  Strong pervasive
hematite throughout.  Trace pyrite.  ~1% CAR stringers, veinlets and fracture
fillings.  Few small patches of brecciation.  The rock is hard and strongly
magnetic.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491612 46.50 48.00 0.0050
E5491613 48.00 48.80 0.0110
E5491614 48.80 50.30 6.7800
E5491615 50.30 51.50 3.9100
E5491616 51.50 52.40 0.3540
E5491617 52.40 53.10 0.0580
E5491618 53.10 54.00 0.0950
E5491620 54.00 55.00 0.0110
E5491621 55.00 56.00 0.0050
E5491622 56.00 57.20 0.0120
E5491623 57.20 57.70 0.1090
E5491624 57.70 59.00 0.6605
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Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491625 59.00 60.00 6.8800
E5491626 60.00 61.00 0.5370
E5491627 61.00 62.00 0.3910
E5491628 62.00 63.30 0.0360
E5491630 63.30 64.50 0.1090
E5491631 64.50 65.70 0.0140
E5491632 65.70 66.50 0.0410
E5491633 66.50 67.30 0.0080
E5491634 67.30 68.10 0.0230
E5491635 68.10 68.90 0.3720
E5491636 68.90 69.60 0.2580
E5491637 69.60 71.10 0.0200
E5491638 186.00 187.50 0.0080
E5491640 187.50 189.00 0.0030
E5491641 189.00 190.10 0.0760
E5491642 190.10 190.90 0.5280
E5491643 190.90 191.40 0.3740
E5491644 191.40 192.00 0.0630
E5491645 192.00 192.50 0.7000
E5491646 192.50 193.40 0.6280
E5491647 193.40 193.90 0.1740
E5491648 193.90 194.40 0.1230
E5491650 194.40 195.00 0.2240
E5491651 195.00 196.40 0.7830
E5491652 196.40 197.00 0.0910
E5491653 197.00 197.50 0.0350
E5491654 197.50 198.00 0.0270
E5491655 198.00 198.70 0.0270
E5491656 198.70 199.80 0.0070
E5491657 199.80 201.00 0.0030
E5491658 201.00 202.50 0.0790
E5491660 202.50 204.00 0.0400
E5491661 204.00 204.90 0.0720
E5491662 204.90 205.40 2.1300
E5491663 205.40 206.10 0.0096
E5491664 356.80 357.90 0.0066
E5491665 357.90 359.00 0.6490
E5491666 359.00 360.20 0.1260
E5491667 360.20 361.10 0.1270
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Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491668 361.10 361.50 0.0050
E5491670 361.50 363.00 0.0290
E5491671 363.00 364.50 0.0060
E5491672 364.50 366.00 0.0040
E5491673 366.00 367.20 0.0030
E5491674 367.20 368.70 0.0070
E5491675 368.70 370.00 0.0090
E5491676 370.00 371.00 0.0430
E5491677 371.00 372.00 0.0040
E5491678 372.00 373.20 0.0300
E5491680 373.20 374.10 0.1560
E5491681 374.10 375.60 0.1760
E5491682 375.60 376.00 0.2080
E5491683 376.00 377.50 0.1210
E5491684 377.50 378.00 0.0080
E5491685 378.00 379.50 0.0130
E5491686 403.70 405.20 0.0090
E5491687 405.20 406.70 0.0380
E5491688 406.70 408.00 0.0040
E5491690 408.00 409.00 0.0160
E5491691 409.00 409.90 0.0130
E5491692 409.90 411.00 0.0080
E5491693 411.00 412.00 0.0120
E5491694 412.00 412.90 0.0130
E5491695 412.90 414.40 0.0090
E5491696 414.40 415.40 0.0890
E5491697 415.40 416.10 0.0870
E5491698 416.10 417.00 0.1630
E5491700 417.00 417.70 0.0300
E5491701 417.70 419.20 0.0250
E5491702 452.00 453.40 0.0380
E5491703 453.40 454.30 0.0150
E5491704 454.30 455.10 0.0420
E5491705 455.10 456.00 0.0050
E5491706 456.00 457.50 0.0210
E5491707 457.50 458.50 0.0780
E5491708 458.50 459.40 0.0510
E5491710 459.40 460.60 0.0120
E5491711 460.60 461.80 0.0160
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Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491712 461.80 463.00 0.5020
E5491713 463.00 463.70 0.2320
E5491714 463.70 464.30 0.2225
E5491715 464.30 465.70 0.2630
E5491716 465.70 467.10 0.1330
E5491717 467.10 468.00 0.0120
E5491718 468.00 469.30 0.0410
E5491720 469.30 470.20 0.0860
E5491721 470.20 471.40 0.1770
E5491722 471.40 472.80 0.0380
E5491723 472.80 474.00 0.0260
E5491724 474.00 475.50 0.0450
E5491725 475.50 477.00 0.0920
E5491726 477.00 478.00 0.0680
E5491727 478.00 479.00 0.0410
E5491728 479.00 480.00 0.1210
E5491730 480.00 481.50 0.0880
E5491731 481.50 482.90 0.0210
E5491732 482.90 484.00 0.0290
E5491733 484.00 485.00 0.0230
E5491734 485.00 486.00 0.0710
E5491735 486.00 486.90 0.0900
E5491736 486.90 488.30 0.7450
E5491737 488.30 489.20 0.0280
E5491738 489.20 490.50 0.0410
E5491740 490.50 492.00 0.0150
E5491741 492.00 493.00 0.0170
E5491742 493.00 494.00 0.0086
E5491743 494.00 495.10 0.0120
E5491744 495.10 496.00 0.0780
E5491745 496.00 497.50 0.1520
E5491746 497.50 498.50 0.0640
E5491747 498.50 499.30 0.0260
E5491748 499.30 499.80 0.0590
E5491750 499.80 501.00 8.4300
E5491751 501.00 501.30 0.1700
E5491752 501.30 502.00 0.3480
E5491753 502.00 503.00 0.1780
E5491754 503.00 503.70 0.0280
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491755 503.70 504.10 0.0180
E5491756 504.10 505.00 0.0080
E5491757 505.00 506.00 0.0060
E5491758 506.00 507.00 0.0190
E5491760 507.00 508.50 0.0050
E5491761 508.50 510.00 0.0040
E5491762 510.00 511.00 0.0130
E5491763 511.00 512.20 0.0060
E5491764 512.20 513.00 0.0050
E5491765 513.00 514.50 0.0040
E5491766 514.50 516.00 0.0060
E5491767 516.00 516.80 0.0200
E5491768 516.80 517.70 0.0145
E5491769 517.70 519.00 0.0090
E5491771 519.00 520.00 0.0060
E5491772 520.00 521.50 0.0020
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371750.000000 552035.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-017               DDH

Hislop Township

YES L23129

DECIMAL METRIC

210.00 -60.00

pperlock

Garant

0 412.60

Completed: Apr 12, 2013Start Date: Apr 01, 2013

Entered On: Apr 02, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: H13-017                                           Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371750.00 North: Collar Az:

Location: Hislop Township East: 552035.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Apr 01, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Apr 12, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-60.00

210.00

412.60

0.00

412.60

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar; Duplicate of test @ 36m 36.00 mag field=5548211.60 211.60-60.90 -60.90EZ Shot OK EZ Shot OK

50.00 mag field=5734 100.00 mag field=5504214.30 216.10-59.90 -59.10EZ Shot OK EZ Shot OK

150.00 mag field=5598 200.00 mag field=5629217.20 214.90-59.40 -59.40EZ Shot OK EZ Shot OK

252.00 mag field=5622 300.00 mag field=5619216.00 213.40-60.30 -59.60EZ Shot OK EZ Shot OK

351.00 mag field=5571 400.00 mag field=5567218.40 218.00-59.40 -58.60EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 15.00 HPO, OVERBURDEN
Casing upto 15m.  ~80 cm core recovered - rubble.

15.00 56.70 VMM, MAFIC VOLCANIC MASSIVE E5491773 32.00 33.50 1.50 0.01
E5491774 33.50 34.50 1.00 0.01
E5491775 34.50 35.10 0.60 0.07
E5491776 35.10 35.70 0.60 0.13
E5491777 35.70 36.20 0.50 0.22
E5491778 36.20 36.70 0.50 0.03
E5491779 36.70 38.20 1.50 0.04
E5491780 38.20 39.70 1.50 0.01
E5491782 39.70 40.60 0.90 0.01
E5491783 40.60 42.00 1.40 0.00
E5491784 42.00 43.00 1.00 0.00
E5491785 43.00 43.70 0.70 0.00
E5491786 43.70 44.40 0.70 0.02
E5491787 44.40 45.10 0.70 0.01
E5491788 45.10 46.00 0.90 0.01
E5491789 46.00 47.50 1.50 0.01
E5491790 47.50 49.00 1.50 0.01
E5491791 49.00 50.50 1.50 0.00
E5491793 50.50 51.50 1.00 0.01

HEMATITE ALTERED AND BRECCIATED MAFICS:
The rock is fine grained/aphanitic and alternates between green and deep purple
in color.  Hematite alteration is weak to moderate and is pervasive to
semi-pervasive throughout.  Other patchy alterations include moderate to strong
bleaching, weak sericite and weak leucoxene.  The first 20m has trace-0.5% fg
fracture filling pyrite.   From here, there is ~1-2% fg fracture filling pyrite with
larger concentrations in the strongly brecciated areas.  Veining concentrations
are generally low and consist of CAR veinlets.  There are small patches of higher
concentrations of CAR veinlets as well as QTZ/CAR veinlets.  Moderate to strong
brecciation throughout. The rock is hard with magnetism ranging from weak to
strong.
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Hole Number: H13-017                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

56.70 109.20 VMM, MAFIC VOLCANIC MASSIVE E5491794 63.30 64.80 1.50 0.00
E5491795 64.80 66.00 1.20 0.01
E5491796 66.00 67.50 1.50 0.00
E5491797 67.50 68.80 1.30 0.01
E5491798 68.80 69.90 1.10 0.01
E5491799 69.90 71.00 1.10 0.01
E5491800 71.00 72.10 1.10 0.01
E5491802 72.10 73.50 1.40 0.00

The rock is beigy yellow in color with intervals of deep purple.  Bleaching is
pervasive throughout the majority of the interval with a few small patches of
weak pervasive hematite.  Other patchy alterations include weak to moderate
sericite and weak epidote.  Trace amounts of fg fracture filling pyrite throughout.
Veining consists of a low concentration of CAR veinlets and fracture fillings.
Brecciation is pervasive throughout the unit and ranges from weak to strong. The
rock is hard and non-magnetic.

109.20 312.80 VUO, ULTRAMAFIC VOLCANIC E5491803 291.70 293.20 1.50 0.03
E5491804 293.20 294.00 0.80 0.01
E5491805 294.00 295.40 1.40 0.01
E5491806 295.40 296.50 1.10 0.08
E5491807 296.50 297.60 1.10 0.06
E5491808 297.60 298.50 0.90 0.00
E5491809 298.50 300.00 1.50 0.00
E5491810 300.00 300.90 0.90 0.04
E5491812 300.90 302.00 1.10 0.94
E5491813 302.00 303.50 1.50 0.02

Rock is dark grey to black and is altered by strong pervasive chlorite as well as
weak patchy talc.  Minor amounts of weak sericite and glaucophane throughout.
Trace amounts of fg disseminated pyrite throughout with higher concentrations
in fault areas.  Low to moderate percentage of CAR veinlets and fracture fillings.
Large (meter scale) patches of faulting as well as small patches of fault gouge
(5-30cm) throughout.  The rock is soft and is strongly magnetic.

312.80 386.40 VUX, Ultramafic Breccia
The rock is deep green or dark grey in color with strong pervasive chlorite
alteration throughout.  Patchy alterations include weak to strong fuchsite, and
weak to moderate sericite. Trace amounts of fg pyrite throughout.  High
concentrations of mostly low angle CAR veinlets.  Patches of moderate to strong
low angle foliation.  Spinifex texture.  Small ISO intrusions throughout the unit
ranging in size from 5cm to 1m.  Small hematite altered VMT intrusions for the
last ~13m.  The rock is moderately soft and is non-magnetic.

386.40 412.60 VMT, MAFIC VOLCANIC TUFFACEOUS
Distinct UC 30-40 deg TCA.  Mixture of large intervals of VUX and VMT.
VMT - Deep pink to deep purple in color.  Strong pervasive hematite throughout
with weak to moderate patchy sericite.  Pyrite concentrations are primarily 2-3%
vfg fracture filling and disseminated with a few areas with Tr-1%.  Veining is
dominated by a high percentage of high angle CAR veinlets.  The rock is hard
and non-magnetic.
VUX - Deep green in color.  Strong pervasive chlorite with weak to moderate
patchy fuchsite.  Trace fg pyrite throughout.  Veining consists of low
concentrations of low angle CAR veinlets.  The rock is moderately soft and
non-magnetic.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491773 32.00 33.50 0.0070
E5491774 33.50 34.50 0.0070
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Hole Number: H13-017                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491775 34.50 35.10 0.0660
E5491776 35.10 35.70 0.1250
E5491777 35.70 36.20 0.2230
E5491778 36.20 36.70 0.0250
E5491779 36.70 38.20 0.0410
E5491780 38.20 39.70 0.0070
E5491782 39.70 40.60 0.0060
E5491783 40.60 42.00 0.0030
E5491784 42.00 43.00 0.0020
E5491785 43.00 43.70 0.0030
E5491786 43.70 44.40 0.0240
E5491787 44.40 45.10 0.0050
E5491788 45.10 46.00 0.0070
E5491789 46.00 47.50 0.0060
E5491790 47.50 49.00 0.0080
E5491791 49.00 50.50 0.0040
E5491793 50.50 51.50 0.0060
E5491794 63.30 64.80 0.0030
E5491795 64.80 66.00 0.0120
E5491796 66.00 67.50 0.0040
E5491797 67.50 68.80 0.0080
E5491798 68.80 69.90 0.0050
E5491799 69.90 71.00 0.0100
E5491800 71.00 72.10 0.0140
E5491802 72.10 73.50 0.0030
E5491803 291.70 293.20 0.0270
E5491804 293.20 294.00 0.0100
E5491805 294.00 295.40 0.0100
E5491806 295.40 296.50 0.0800
E5491807 296.50 297.60 0.0590
E5491808 297.60 298.50 0.0030
E5491809 298.50 300.00 0.0040
E5491810 300.00 300.90 0.0375
E5491812 300.90 302.00 0.9410
E5491813 302.00 303.50 0.0210



Dec 12, 2013
Page 1 of 1

GRAPHIC SUMMARY REPORT

0

9.00
HPO

9.00

133.50
VMV

133.50

201.00
VGO

201.00

378.00

VMP

378.00

412.20
VMV

412.20

467.60
VGO

467.60

481.90
SOO

481.90

528.00
VMM

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371985.000000 551685.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

H13-018               DDH

Hislop Township

YES L23129

DECIMAL METRIC

265.00 -50.00

pperlock

Garant

0 528.00

Completed: Apr 08, 2013Start Date: Mar 29, 2013

Entered On: Mar 31, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: H13-018                                           Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371985.00 North: Collar Az:

Location: Hislop Township East: 551685.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 29, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Apr 08, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-50.00

265.00

528.00

0.00

528.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar; Planned Azi used.  Dip taken from test @ 29m 29.00 mag field=5722; Mag high and close to casing.  Azi unreliable265.00 258.30-50.00 -48.20EZ Shot OK EZ Shot DO

102.00 mag field=5536 150.00 mag field=5569271.00 269.50-48.30 -48.40EZ Shot OK EZ Shot OK

201.00 mag field=5562 258.00 mag field=5558265.30 270.40-48.20 -47.30EZ Shot OK EZ Shot OK

306.00 mag field=5550 351.00 mag field=5439268.80 273.10-47.40 -47.30EZ Shot OK EZ Shot OK

408.00 mag field=6136; Mag high.  Azi unreliable 450.00 mag field=5685248.70 271.50-46.60 -46.30EZ Shot DO EZ Shot OK

501.00 mag field=5536271.90 -46.40 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 9.00 HPO, OVERBURDEN
Casing up to 9m.  ~30cm of rubble recovered.

9.00 133.50 VMV, MAFIC VOLCANIC VARIOLITIC E5489620 105.00 105.80 0.80 0.01
E5489621 105.80 106.50 0.70 0.01
E5489622 106.50 108.00 1.50 0.02
E5489623 108.00 109.50 1.50 0.08
E5489624 109.50 111.00 1.50 0.02
E5489625 111.00 112.00 1.00 0.01
E5489626 112.00 112.90 0.90 0.01
E5489627 112.90 114.00 1.10 0.03
E5489628 114.00 115.00 1.00 0.06
E5489630 115.00 116.50 1.50 0.01

Very weakly variolitic for the first 77m.  Very fine grained/aphanitic and dark
grey to black with a green tint.  Not very altered, with patchy weak (fracture
controlled) epidote, weak to moderate bleaching, weak leucoxene and weak
hematite (some specular).  Trace amounts of vf-fg fracture filling and
disseminated pyrite throughout.  Little to no veining, that is mostly CAR (minor
CAL) stringers and veinlets.  One small patch of QTZ veinlets. The rock is very
iron rich making it very hard and polished.  There is strong magnetism for the
first 48m, then the rock becomes non-magnetic.

133.50 201.00 VGO, GABBRO E5489631 199.50 201.00 1.50 0.05
The rock is fine to medium grained and is dark grey with a green tint.  Fairly
unaltered by predominantly altered by fracture controlled weak epidote and
disseminated weak to moderate leucoxene with very minor amounts of weak
hematite.  Trace-0.5% vf-fg fracture filling pyrite throughout.  Low percentage of
CAL stringers, veinlets and fracture fillings, many filled with epidote.  Small patch
of moderate to strong brecciation associated with bleaching and minor sericite
alteration.  The rock is hard and is strongly magnetic.
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Hole Number: H13-018                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

201.00 378.00 VMP, VOLCANIC MASSIVE PILLOWED E5489632 201.00 202.50 1.50 0.01
E5489633 202.50 203.80 1.30 0.01
E5489634 203.80 204.10 0.30 0.01
E5489635 204.10 205.30 1.20 0.01
E5489636 205.30 205.70 0.40 0.83
E5489637 205.70 207.00 1.30 0.01
E5489638 207.00 208.20 1.20 0.02
E5489640 208.20 209.70 1.50 0.01
E5489641 349.80 351.00 1.20 2.83
E5489642 351.00 351.70 0.70 9.60
E5489643 351.70 352.30 0.60 0.16
E5489644 352.30 353.20 0.90 0.80
E5489645 353.20 354.20 1.00 0.04

The rock is fine grained/aphanitic and is dark grey with a green tint.  Altered
mostly by weak to moderate fracture controlled epidote.  Other patchy
alterations include weak to moderate hematite, weak leucoxene and moderate
bleaching.  Trace-1% vf-fg fracture filling and selvage controlled pyrite as well as
selvage controlled pyrrohtite.  Low concentrations (ranging from <1-5%)
CAR,CAL veinlets, stringers and fracture fillings (many filled with epidote). A few
brecciation veinlets/veins are present.  Meter sized patches of brecciation and
small patches of variolites present.  The rock is hard and non-magnetic.
Few meters of strong brecciation associated with higher concentration of pyrite.
3-4m of moderate to strong brecciation associated with sericite alteration and a
few larger QTZ, QTZ/CAL veinlets/veins.

378.00 412.20 VMV, MAFIC VOLCANIC VARIOLITIC E5489646 378.00 379.00 1.00 0.02
E5489647 379.00 380.00 1.00 0.03
E5489648 380.00 381.00 1.00 0.01
E5489650 381.00 382.00 1.00 0.03
E5489651 382.00 383.00 1.00 0.02
E5489652 409.70 410.60 0.90 0.02
E5489653 410.60 411.30 0.70 0.02
E5489654 411.30 412.20 0.90 0.01

WEAKLY VARIOLITIC UNIT:
The rock is fine grained/aphanitic and is dark grey with a green tint.  The rock is
fairly unaltered with patchy weak epidote, weak hematite and weak bleaching.
The epidote is primarily fracture controlled.  Trace-0.5% vf-fg fracture filling
pyrite.  Low concentration of CAL veinlets and stringers.  The rock is hard and
magnetism ranges from strong to weak with depth.
Interval of Interest:
410.6-411.3m: Strong patchy silicification, weak patchy sericite, 5-7% vf-fg
dissem pyrite, 2-3% QTZ veinlets, weak brecciation.

412.20 467.60 VGO, GABBRO E5489655 454.50 456.00 1.50 0.06
E5489656 456.00 457.00 1.00 4.70
E5489657 457.00 458.00 1.00 3.04
E5489658 458.00 459.00 1.00 0.11
E5489659 459.00 460.50 1.50 0.04

The rock is fine to medium grained and is dark grey with a green tint.  Weak to
moderate disseminated leucoxene throughout with weak, patchy, fracture
controlled epidote.  Trace fg fracture filling and vfg disseminated pyrite.  Low
concentrations of CAL veinlets and stringers, many replaced by epidote.  The
rock is hard and is ranges from non-magnetic to weakly magnetic.
Interval of interest:
456-459m: Weak to moderate patchy albite, weak patchy sericite, 5-7% vf-fg
dissem PY, 8-10% BX CAL veins/veinlets, moderate BX.

467.60 481.90 SOO, SEDIMENTS UNDIVIDED
Distinct UC @ 80-90 deg TCA.  The majority of the interval is sediment with
small patches of VMM (10cm-1m) and VUO (5-40cm).  Rock is fine grained with
grain size becoming finer with depth.  Color changes between moderate grey
with a purple tint to light grey.  Strong patchy silicification throughout.  Patchy
alterations include weak sericite and weak bleaching. Trace amounts of vfg pyrite
for the majority of the unit, with a local concentration of 2-3% over ~3m.  <1%
CAR and CAL veinlets and stringers.  The rock is very hard and non-magnetic.
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Hole Number: H13-018                                           Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

481.90 528.00 VMM, MAFIC VOLCANIC MASSIVE E5489660 487.40 488.30 0.90 0.13
E5489662 488.30 489.70 1.40 0.04
E5489663 489.70 490.90 1.20 0.16
E5489664 490.90 491.70 0.80 0.03
E5489665 491.70 492.50 0.80 0.12
E5489666 492.50 493.50 1.00 0.16
E5489667 493.50 495.00 1.50 0.42
E5489668 495.00 496.00 1.00 0.06
E5489669 496.00 497.50 1.50 0.13

The rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak to strong epidote, moderate to strong hematite and
weak bleaching.  Pyrite ranges fromtrace to 1% vf-fg and is fracture filling,
disseminated and clustered.  Veining concentrations are low to moderate and
consist of CAL veinlets, veins, stringers and fracture fillings.  Many of the fracture
fillings have been repaced by epidote.  The rock is hard and non-magnetic.  The
first ~60-70cm are a mixture of SOO and VMM with a contact running parallel
TCA.

EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489620 105.00 105.80 0.0105
E5489621 105.80 106.50 0.0050
E5489622 106.50 108.00 0.0170
E5489623 108.00 109.50 0.0810
E5489624 109.50 111.00 0.0160
E5489625 111.00 112.00 0.0060
E5489626 112.00 112.90 0.0100
E5489627 112.90 114.00 0.0250
E5489628 114.00 115.00 0.0570
E5489630 115.00 116.50 0.0060
E5489631 199.50 201.00 0.0470
E5489632 201.00 202.50 0.0097
E5489633 202.50 203.80 0.0060
E5489634 203.80 204.10 0.0140
E5489635 204.10 205.30 0.0130
E5489636 205.30 205.70 0.8310
E5489637 205.70 207.00 0.0100
E5489638 207.00 208.20 0.0200
E5489640 208.20 209.70 0.0130
E5489641 349.80 351.00 2.8300
E5489642 351.00 351.70 9.6000
E5489643 351.70 352.30 0.1630
E5489644 352.30 353.20 0.7990
E5489645 353.20 354.20 0.0430
E5489646 378.00 379.00 0.0215
E5489647 379.00 380.00 0.0280
E5489648 380.00 381.00 0.0140
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Hole Number: H13-018                                           Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489650 381.00 382.00 0.0250
E5489651 382.00 383.00 0.0160
E5489652 409.70 410.60 0.0160
E5489653 410.60 411.30 0.0210
E5489654 411.30 412.20 0.0130
E5489655 454.50 456.00 0.0630
E5489656 456.00 457.00 4.7000
E5489657 457.00 458.00 3.0400
E5489658 458.00 459.00 0.1060
E5489659 459.00 460.50 0.0395
E5489660 487.40 488.30 0.1330
E5489662 488.30 489.70 0.0400
E5489663 489.70 490.90 0.1560
E5489664 490.90 491.70 0.0340
E5489665 491.70 492.50 0.1240
E5489666 492.50 493.50 0.1580
E5489667 493.50 495.00 0.4230
E5489668 495.00 496.00 0.0590
E5489669 496.00 497.50 0.1340
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371700.000000 552240.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-001              DDH

Hislop Township

YES L23130

DECIMAL METRIC

212.00 -65.00

bhua

Garant

0 477.00

Completed: Jan 23, 2013Start Date: Jan 14, 2013

Entered On: Jan 16, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Hole Number: HP13-001                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371700.00 North: Collar Az:

Location: Hislop Township East: 552240.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jan 14, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jan 23, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-65.00

212.00

477.00

0.00

477.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first good reading 24.00 mag field=5420208.00 208.00-65.40 -65.40EZ Shot OK EZ Shot OK

54.00 mag field=5476 99.00 mag field=5587210.50 211.30-65.50 -65.00EZ Shot OK EZ Shot OK

150.00 mag field=5504 201.00 mag field=5722208.40 224.60-64.80 -65.20EZ Shot OK EZ Shot DO

249.00 mag field=5527 300.00 mag field=5609218.10 219.60-65.00 -64.70EZ Shot OK EZ Shot OK

351.00 mag field=5555 402.00 mag field=5522219.50 221.70-65.50 -65.70EZ Shot OK EZ Shot OK

450.00 mag field=5538222.30 -66.10 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 6.00 HPO, OVERBURDEN
OVERBURDEN -
6m of casing used.  Only boulders recovered.

6.00 64.10 VMM, MAFIC VOLCANIC MASSIVE 365009 31.90 32.90 1.00 0.03
365010 32.90 33.70 0.80 0.01
365011 33.70 34.50 0.80 0.00
365012 34.50 35.50 1.00 0.00

MASSIVE MAFIC VOLCANIC ROCK -
Rock is grey with bluish green tint.  Aphanitic to fine grained.  Pervasive CAL
alteration throughout matrix as tested using HCL.  Minor fracture controlled HE
alteration.  Trace PY mainly, but can be seen in CAL fractures.  Minor interval of
subparallel CAL fracture with higher concentration of PY.  CAL fracture fillings
and veinlets present  throughout, but pink CAL veins clustered near end of unit.
Rock is soft with moderate patchy magnetism.

64.10 86.70 VGO, GABBRO
AMPHIBOLE GABBRO -
Rock is green.  Medium grained matrix with 1mm diameter phenocrysts.
Undefined contact as gradational increase in phenocrysts occurred.  Contact
defined by change in alteration.  EP and HE alteration is fracture filling.  Trace
amounts of PY.  Low concentration of CAL fractures present throughout.  Rock is
soft with moderate pervasive magnetism.
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Hole Number: HP13-001                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

86.70 104.70 VMM, MAFIC VOLCANIC MASSIVE
MASSIVE MAFIC VOLCANIC FLOW -
Rock is dark green.  Aphanitic.  Distinct upper contact 70-80 degrees TCA based
off of change in grain size.  HE alteration is fracture controlled with pervasive
moderate CAL.    Trace amounts of PY present, but can be seen locally within
CAR fractures.  Minor CAR fractures spaced throughout with large brecciated
CAR vein near end of unit.  Locally brecciated at the end of unit. Rock is soft with
moderate pervasive magnetism.

104.70 147.50 VMV, MAFIC VOLCANIC VARIOLITIC 365013 146.80 147.50 0.70 0.00
MAFIC VARIOLITIC FLOW -
Rock is dark green with elongated varioles up to 2cm in diameter.  Aphanitic.
Distinct upper contact 45 degrees TCA marked by brecciated flow top and start
of varioles.  HE alteration is patchy and fracture controlled, generally weak to
moderate.  Minor SER and BLE occurs together around CAR fractures and
varioles.  Trace PY throughout with minor clustered intervals.  CAR fracture
fillings present in low concentration at 60-90 degrees TCA.  Locally brecciated.
Rock is soft with moderate to strong pervasive magnetism.

147.50 163.10 VMM, MAFIC VOLCANIC MASSIVE 365014 147.50 148.50 1.00 0.00
365015 148.50 149.80 1.30 0.00
365016 149.80 150.80 1.00 0.00
365017 150.80 152.00 1.20 0.00
365018 152.00 153.00 1.00 0.00
365020 153.00 154.00 1.00 0.00
365021 154.00 154.90 0.90 0.06
365022 154.90 156.00 1.10 0.26
365023 156.00 157.00 1.00 0.01
365024 157.00 158.00 1.00 0.00
365025 158.00 159.30 1.30 0.00
365026 159.30 159.60 0.30 0.00
365027 159.60 161.00 1.40 0.00
365028 161.00 162.10 1.10 0.00
365029 162.10 163.10 1.00 0.00

MASSIVE MAFIC VOLCANIC ROCK WITH FRACTURE FILLING PYRITE
MINERALIZATION -
Rock changes between black to green.  Aphanitic.  Distinct upper contact 30
degrees TCA marked by end of flow top breccia.  HE alteration is fracture
controlled/filling weak to moderate and not very apparent.  Minor BLE and SER
increases with presence of brecciation, but likely not associated with
hydrothermal fluid alteration.  Locally brecciated in middle of unit over 0.9m in
core length.  PY is fracture filling but very weakly concentratated.  CAR fracture
fillings present in low concentration, and some with PY filling fluids.  Rock is soft
with strong magnetism.

163.10 172.40 VMV, MAFIC VOLCANIC VARIOLITIC 365031 163.10 163.90 0.80 0.00
365032 163.90 165.00 1.10 0.00
365033 165.00 166.00 1.00 0.00
365034 166.00 167.00 1.00 0.00
365035 167.00 168.00 1.00 0.01
365036 168.00 169.00 1.00 0.00
365037 169.00 170.00 1.00 0.00
365038 170.00 171.10 1.10 0.00
365039 171.10 172.40 1.30 0.73

MAFIC VARIOLITIC FLOW -
Rock is dark green to black.  wtih 1-2cm elongated varioles.  Aphanitic.
Indistinct upper contact.  HE is weak and fracture controlled.  Minor BLE and SER
localized around fracture haloes.  PY is fracture filling with minor haloes around
CAR fractures.  C•AR fracture fillings present in low concentration at high angles
TCA.  Locally brecciated near top and bottom on unit.  Rock is soft with
moderate to strong pervasive magnetism.
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Hole Number: HP13-001                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

172.40 276.20 VMM, MAFIC VOLCANIC MASSIVE 365041 172.40 173.40 1.00 0.00
365042 214.30 215.30 1.00 0.00
365043 215.30 216.00 0.70 0.02
365044 216.00 216.90 0.90 0.01
365045 216.90 217.80 0.90 0.00
365046 217.80 219.10 1.30 0.00
365047 219.10 220.60 1.50 0.00
365048 220.60 222.00 1.40 0.01
365049 222.00 223.50 1.50 0.00
365051 223.50 224.70 1.20 0.01
365052 224.70 225.00 0.30 0.06
365053 225.00 226.20 1.20 0.01
365054 226.20 226.60 0.40 0.02
365055 226.60 228.00 1.40 0.01
365056 228.00 228.90 0.90 0.01
365057 228.90 229.20 0.30 0.02
365058 229.20 230.00 0.80 0.00
365059 230.00 230.40 0.40 0.01
365061 230.40 231.40 1.00 0.02
365062 231.40 232.30 0.90 0.00
365063 232.30 233.40 1.10 0.01
365064 244.70 245.90 1.20 0.02
365065 245.90 246.60 0.70 0.07
365066 246.60 248.00 1.40 0.07
365067 248.00 248.80 0.80 0.03
365068 248.80 249.90 1.10 0.01
365069 249.90 251.30 1.40 0.01
365071 251.30 252.30 1.00 0.01
365072 252.30 253.10 0.80 0.01
365073 253.10 254.60 1.50 0.07
365074 254.60 255.20 0.60 4.85
365075 255.20 256.20 1.00 0.02
365076 256.20 257.20 1.00 0.15
365077 257.20 258.00 0.80 0.02
365078 258.00 258.80 0.80 0.06
365079 258.80 260.00 1.20 0.07
365081 260.00 261.00 1.00 0.57
365082 261.00 261.90 0.90 0.00
365083 261.90 262.90 1.00 0.02
365084 262.90 263.90 1.00 0.00
365085 263.90 264.80 0.90 0.06
365086 264.80 266.10 1.30 0.04
365087 266.10 267.00 0.90 0.01

MASSIVE MAFIC FLOW WITH LOCAL PILLOWS AND CLUSTERED PY
MINERALIZATION -
Rock is green to dark green with minor pillow selvages up to 1.5cm in width near
top of unit.  Aphanitic.  Distinct upper contact marked by brecciation and lack of
varioles changing to pillowed texture.  Weak SER and HE alteration is fracture
controlled and in very low concentrations.  PY increases with depth into large
clusters of fracture filling fine grained PY.  CAR fracture fillings present in low
concentrations increasing with depth.  Rock is soft with moderate pervasive
magnetism.
Interval of interest
251.3-261.9 - VMM - Intervals of massive clustered f.g. fracture filling PY, locally
up to 6%.  Weak SER and HE alteration not associated adjacent to PY, but local
brecciated CAR veins.
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Hole Number: HP13-001                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

365088 267.00 267.70 0.70 0.01
365089 267.70 268.50 0.80 0.11
365091 268.50 270.00 1.50 0.00
365092 270.00 271.50 1.50 0.00
365093 271.50 273.00 1.50 0.00
365094 273.00 274.30 1.30 0.00
365095 274.30 275.60 1.30 0.00
365096 275.60 276.20 0.60 0.01

276.20 453.70 VUO, ULTRAMAFIC VOLCANIC 365097 276.20 277.30 1.10 0.00
365098 350.00 351.20 1.20 0.06
365099 351.20 352.70 1.50 0.22
365101 352.70 353.70 1.00 0.01
365102 372.70 373.70 1.00 0.01
365103 373.70 374.25 0.55 0.01
365104 374.25 375.00 0.75 0.02
365105 375.00 376.00 1.00 0.01
365106 376.00 377.00 1.00 0.00

ULTRAMAFIC ROCK -
Rock is black.  Aphanitic.  Distinct upper contact 60 degrees TCA.  Strong
pervasive CHL and moderate SPT throughoug with semi-pervasive TAL weak to
moderate.  Trace amounts of sulphides through ultramafic rock, but minor
intrusions and veining have higher concentrations of PY.  Minor Syenite with up
to 3% c.g. disseminated PY and localized QZ vein with xenoliths up to 5% m.g.
to c.g. disseminated PY.  CAR fracture fillings are present throughout with minor
interval of QZ vein with xenoliths.  Minor fault approximately 1m in core length in
middle of unit.  Rock is very soft and moderately to strongly magnetic.  Foliation
near end of unit 40 degrees TCA, parallel to contact with ISO.
Intervals of interest
374.25-376 - QZ veining with xenoliths of VUO.  4-5% m.g. to c.g. disseminated
PY.

453.70 472.20 ISO, SYENITIC INTRUSIVE
SYENITIC PORPHYRY -
Rock is dark grey with pervasive purple tint.  Aphanitic with minor intervals of
possible feldspar phenocrysts.  Distinct upper contact 30-40 degrees TCA.  No
appearance of any alteration.  Trace amounts of sulphides throughout, but minor
PY can be seen.  Very low presence of CAR fracturing.  Rock is hard with no
magnetism.

472.20 477.00 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC ROCK -
Rock is dark grey to black.  Aphanitic.  Distinct upper contacdt 80 degrees TCA.
Pervasive CHL and SPT alteration with minor intervals with TAL.  Trace amounts
of PY.  Low concentration of CAR veinlets and fracture fillings.  Rock is very soft
with weak patchy magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
365009 31.90 32.90 0.0340
365010 32.90 33.70 0.0120
365011 33.70 34.50 0.0020
365012 34.50 35.50 0.0005
365013 146.80 147.50 0.0020
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Hole Number: HP13-001                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
365014 147.50 148.50 0.0010
365015 148.50 149.80 0.0010
365016 149.80 150.80 0.0030
365017 150.80 152.00 0.0005
365018 152.00 153.00 0.0010
365020 153.00 154.00 0.0015
365021 154.00 154.90 0.0640
365022 154.90 156.00 0.2550
365023 156.00 157.00 0.0050
365024 157.00 158.00 0.0040
365025 158.00 159.30 0.0005
365026 159.30 159.60 0.0040
365027 159.60 161.00 0.0020
365028 161.00 162.10 0.0020
365029 162.10 163.10 0.0040
365031 163.10 163.90 0.0008
365032 163.90 165.00 0.0020
365033 165.00 166.00 0.0005
365034 166.00 167.00 0.0005
365035 167.00 168.00 0.0100
365036 168.00 169.00 0.0010
365037 169.00 170.00 0.0010
365038 170.00 171.10 0.0030
365039 171.10 172.40 0.7340
365041 172.40 173.40 0.0040
365042 214.30 215.30 0.0030
365043 215.30 216.00 0.0190
365044 216.00 216.90 0.0080
365045 216.90 217.80 0.0020
365046 217.80 219.10 0.0047
365047 219.10 220.60 0.0030
365048 220.60 222.00 0.0060
365049 222.00 223.50 0.0030
365051 223.50 224.70 0.0050
365052 224.70 225.00 0.0580
365053 225.00 226.20 0.0060
365054 226.20 226.60 0.0200
365055 226.60 228.00 0.0090
365056 228.00 228.90 0.0050
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Hole Number: HP13-001                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
365057 228.90 229.20 0.0150
365058 229.20 230.00 0.0020
365059 230.00 230.40 0.0070
365061 230.40 231.40 0.0170
365062 231.40 232.30 0.0030
365063 232.30 233.40 0.0050
365064 244.70 245.90 0.0200
365065 245.90 246.60 0.0690
365066 246.60 248.00 0.0660
365067 248.00 248.80 0.0310
365068 248.80 249.90 0.0070
365069 249.90 251.30 0.0110
365071 251.30 252.30 0.0050
365072 252.30 253.10 0.0090
365073 253.10 254.60 0.0730
365074 254.60 255.20 4.8500
365075 255.20 256.20 0.0170
365076 256.20 257.20 0.1540
365077 257.20 258.00 0.0210
365078 258.00 258.80 0.0640
365079 258.80 260.00 0.0710
365081 260.00 261.00 0.5690
365082 261.00 261.90 0.0040
365083 261.90 262.90 0.0180
365084 262.90 263.90 0.0030
365085 263.90 264.80 0.0590
365086 264.80 266.10 0.0430
365087 266.10 267.00 0.0070
365088 267.00 267.70 0.0130
365089 267.70 268.50 0.1105
365091 268.50 270.00 0.0005
365092 270.00 271.50 0.0030
365093 271.50 273.00 0.0030
365094 273.00 274.30 0.0030
365095 274.30 275.60 0.0040
365096 275.60 276.20 0.0070
365097 276.20 277.30 0.0005
365098 350.00 351.20 0.0590
365099 351.20 352.70 0.2240
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Hole Number: HP13-001                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
365101 352.70 353.70 0.0110
365102 372.70 373.70 0.0050
365103 373.70 374.25 0.0060
365104 374.25 375.00 0.0160
365105 375.00 376.00 0.0140
365106 376.00 377.00 0.0030
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GRAPHIC SUMMARY REPORT

0

24.00
HPO

24.00

43.80
VUX

43.80

54.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371429.000000 552155.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-002              DDH

Hislop Township

YES L24686

DECIMAL METRIC

35.00 -65.00

bhua

Garant

Hole restarted as HP13-002A due to excess deviation on the first test.

0 54.00

Completed: Jan 29, 2013Start Date: Jan 28, 2013

Entered On: Feb 12, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-002                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371429.00 North: Collar Az:

Location: Hislop Township East: 552155.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jan 28, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jan 29, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-65.00

35.00

54.00

0.00

54.00

Comments: Hole restarted as HP13-002A due to excess deviation on the first test.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first actual reading 36.00 mag field=559442.00 42.00-63.90 -63.90EZ Shot OK EZ Shot OK

54.00 mag field=557843.60 -63.20 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 24.00 HPO, OVERBURDEN
OVERBURDEN -
24 m of casing used.  0.4m of core recovered along with boulders.

24.00 43.80 VUX, Ultramafic Breccia E5491060 24.00 25.00 1.00 0.01
E5491061 25.00 26.10 1.10 0.01
E5491062 26.10 27.00 0.90 0.01
E5491063 27.00 28.00 1.00 0.02
E5491064 28.00 28.60 0.60 0.03
E5491066 28.60 29.50 0.90 0.08
E5491067 29.50 30.00 0.50 0.06
E5491068 30.00 30.80 0.80 0.04
E5491069 30.80 31.60 0.80 0.01
E5491070 31.60 32.10 0.50 0.01
E5491071 32.10 32.60 0.50 0.03
E5491072 32.60 33.50 0.90 0.00
E5491073 33.50 34.30 0.80 0.01
E5491074 34.30 35.30 1.00 0.01
E5491076 35.30 36.40 1.10 0.02
E5491077 36.40 37.50 1.10 0.06
E5491078 37.50 39.00 1.50 0.03
E5491079 39.00 40.50 1.50 0.02
E5491080 40.50 42.00 1.50 0.27
E5491081 42.00 43.00 1.00 0.07
E5491082 43.00 43.80 0.80 0.02

ULTRAMAFIC BRECCIA WITH VARIOUS INTRUSIONS -
Rock is emerald green with rusting due to ankerite?  Fine grained.  Multiple
minor intervals of syenites and mafic tuffs.  FUS alteration is pervasive
throughout ultramafic rock with minor SER located around fractures.  Rusting
present in small intervals but likely pervasive ANK alteration.  Very little PY visible
except where syenitic intrusion occurs.  CAR fracture fillings and veinlets present
throughout with appearance of ductile deformation.  Polymictic clasts are angular
and of various sizes.  Rock is soft with no magnetism.
Intervals of interest
29.5-30:  ISO - Minor albitic syenite.  2% disseminated PY.
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Hole Number: HP13-002                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

43.80 54.00 VUO, ULTRAMAFIC VOLCANIC E5491083 43.80 45.00 1.20 0.04
ULTRAMAFIC ROCK -
Rock is dark grey.  Distinct upper contact 30 degrees TCA.  Aphanitic.  CHL
alteration is strong and pervasive throughout with minor intervals of TAL giving
powdery/soapy feel.  Trace amounts of sulphides, but some low concentrated
f.g. disseminated PY near upper contact.  CAR fracture fillings present
throughout.  Minor VMT also present near end of unit.  Rock is very soft with
patchy weak magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491060 24.00 25.00 0.0115
E5491061 25.00 26.10 0.0070
E5491062 26.10 27.00 0.0100
E5491063 27.00 28.00 0.0200
E5491064 28.00 28.60 0.0250
E5491066 28.60 29.50 0.0810
E5491067 29.50 30.00 0.0580
E5491068 30.00 30.80 0.0440
E5491069 30.80 31.60 0.0080
E5491070 31.60 32.10 0.0140
E5491071 32.10 32.60 0.0300
E5491072 32.60 33.50 0.0025
E5491073 33.50 34.30 0.0100
E5491074 34.30 35.30 0.0090
E5491076 35.30 36.40 0.0170
E5491077 36.40 37.50 0.0570
E5491078 37.50 39.00 0.0270
E5491079 39.00 40.50 0.0220
E5491080 40.50 42.00 0.2720
E5491081 42.00 43.00 0.0730
E5491082 43.00 43.80 0.0200
E5491083 43.80 45.00 0.0360



Dec 12, 2013
Page 1 of 1

GRAPHIC SUMMARY REPORT

0

24.00
HPO

24.00

62.30
VUX

62.30

89.50
VMT

89.50

179.50
VUO

179.50

183.20
IMO

183.20

269.80
VUO

269.80

271.00
VMM

271.00

285.50
ACG

285.50

298.90
ISO

298.90

311.20
ACG

311.20

329.70
ISO

329.70

342.20
VMM

342.20

360.20
ISO

360.20

411.00
VMM

411.00

439.80
VMM

439.80

483.00
VMM

483.00

549.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371429.000000 552155.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-002A             DDH

Hislop Township

YES L24686

DECIMAL METRIC

35.00 -65.00

bhua

Garant

This is a restart of HP13-002.  Restarted due to deviation after first test past casing.  42 degree
azimuth result.
Block error @ 105m duplicating block 102m.  3m added to every block thereafter.  blocks fixed at
303m.

0 549.00

Completed: Feb 04, 2013Start Date: Jan 29, 2013

Entered On: Jan 30, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-002A                                         Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371429.00 North: Collar Az:

Location: Hislop Township East: 552155.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jan 29, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Feb 04, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-65.00

35.00

549.00

0.00

549.00

Comments: This is a restart of HP13-002.  Restarted due to deviation after first test past casing.  42 degree azimuth result.
Block error @ 105m duplicating block 102m.  3m added to every block thereafter.  blocks fixed at 303m.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first actual reading 39.00 mag field=558833.00 33.00-64.90 -64.90EZ Shot OK EZ Shot OK

99.00 mag field=5530 150.00 mag field=553933.30 35.40-64.00 -63.90EZ Shot OK EZ Shot OK

204.00 mag field=5567 252.00 mag field=560835.90 40.90-63.90 -64.10EZ Shot OK EZ Shot OK

300.00 mag field=5495 351.00 mag field=552438.70 38.80-63.40 -62.60EZ Shot OK EZ Shot OK

402.00 mag field=5584 450.00 mag field=556841.80 37.50-61.70 -60.00EZ Shot OK EZ Shot OK

501.00 mag field=5610 549.00 mag field=558243.80 38.50-59.90 -59.50EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 24.00 HPO, OVERBURDEN
OVERBURDEN -
24m of casing used.  Boulders recovered.
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Hole Number: HP13-002A                                         Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

24.00 62.30 VUX, Ultramafic Breccia 365117 24.00 25.50 1.50 0.01
365118 25.50 26.90 1.40 0.01
365119 26.90 28.00 1.10 0.01
365120 28.00 29.30 1.30 0.01
365122 29.30 29.90 0.60 0.02
365123 29.90 31.00 1.10 0.02
365124 31.00 32.00 1.00 0.01
365125 32.00 33.00 1.00 0.01
365126 33.00 34.00 1.00 0.01
365127 34.00 35.30 1.30 0.01
365128 35.30 36.00 0.70 0.01
365129 36.00 37.00 1.00 0.01
365130 37.00 38.00 1.00 0.01
365131 38.00 39.00 1.00 0.07
365133 39.00 40.50 1.50 0.06
365134 40.50 42.00 1.50 0.01
365135 42.00 43.50 1.50 0.02
365136 43.50 45.00 1.50 0.04
365137 45.00 46.50 1.50 0.03
365138 46.50 47.10 0.60 0.07
365139 47.10 48.40 1.30 0.03
365140 48.40 49.70 1.30 0.08
365141 49.70 51.10 1.40 0.01
365142 51.10 52.50 1.40 1.31
365144 52.50 54.00 1.50 0.19
365145 54.00 55.50 1.50 0.07
365146 55.50 57.00 1.50 0.03
365147 57.00 58.50 1.50 0.03
365148 58.50 60.00 1.50 0.01
365149 60.00 61.00 1.00 0.04
365151 61.00 62.30 1.30 0.03

FUCHSITE AND CHLORITE ALTERED ULTRAMAFIC ROCK WITH POLYMICTIC
CLASTS -
Rock is emerald green with polymictic clasts up to 5cm in diametre.  Angular
clasts, poorly sorted.  Distinct upper contact 70 degrees TCA.  FUS alteration is
pervasive throughout ultramafic rock with minor SER and HE alteration present
within some clasts.  SER also present along foliation with fractures.  Trace
amounts of PY present.  Syenite present at top of unit with minor intervals
throughout.  CAR/QZ fracture fillings and veins present throughout at various
angles with ductile deformation appearance.  Rock is soft with no magnetism.
Minor fault near top of unit with no strong indication of displacement.

62.30 89.50 VMT, MAFIC VOLCANIC TUFFACEOUS 365152 62.30 63.30 1.00 0.01
HEMATIZED MAFIC ROCK WITH CLASTS (TUFF) AND MINOR VARIOLES -
Rock is burgundy to dark red.  Aphanitic matrix with infrequent polymictic,
angular and poorly sorted clasts up to 5cm in diametre.  No apparent flattening
of clasts suggesting not lappilli.  Bleached halo around contacts with various
units.  Minor intervals of VUO present as almost interfingering of unit.  Trace
amounts of PY present but can be seen clustered or c.g. very infrequently.  Low
concentration of CAR fracture fillings and veinlets present.  Rock is hard with no
magnetism.
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89.50 179.50 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC ROCK -
Rock is dark grey to black with powdered spots due to TAL alteration.  Aphanitic.
Distinct upper contact non-linear but 80 degrees TCA.  Pervasive and strong CHL
alteration with moderate to strong spotty TAL.  Also, patchy intervals of blue tint
(Glaucophane?).  Trace amounts of PY.  CAR fracture fillings present throughout
at various angles in high concentration.  No significant structure.  Rock is very
soft with patchy moderate magnetism.

179.50 183.20 IMO, MAFIC INTUSIVE
BIOTITIC MAFIC INTRUSIVE ROCK -
Rock is grey with slight pink tint.  Fine grain to medium grained matrix with
coarse grained biotite.  Distinct upper contact 60-70 degrees TCA.
Semi-pervasive HE alteration present in matrix.  Fine grained to medium grained
euhedral crystals of PY disseminated throughout.  Low concentration of CAR
veinlets, but larger veinlets near upper contact.  No significant structure.  Rock is
moderate with no magnetism.

183.20 269.80 VUO, ULTRAMAFIC VOLCANIC 365321 267.50 268.70 1.20 0.04
365322 268.70 269.80 1.10 0.70ULTRAMAFIC ROCK -

Rock is dark grey to black.  Aphanitic to fine grained.  Distinct upper contact 30
degrees TCA.  Strong pervasive CHL alteration with some spotty TAL also
present.  SPT is patchy and more likely to be seen where minor foliation around
CAR veinlets are present.  Trace amounts of PY.  Minor faults isolated in middle
of unit approximately 30 degrees TCA.  Also, minor lamprophyres are present
with the larger ones isolated in the lithology table.  Rock is very soft with patchy
moderate magnetism.

269.80 271.00 VMM, MAFIC VOLCANIC MASSIVE 365323 269.80 270.60 0.80 1.72
365324 270.60 271.00 0.40 1.30STRONGLY MINERALIZED AND MODERATELY HEMATIZED MAFIC VOLCANIC

ROCK -
Rock is dark grey with pink to red tint.  Aphanitic.  Distinct upper contact 70
degrees TCA.  HE is fracture controlled with pervasive ALB.  SER is present
around fractures.  Strong disseminated v.f.g. PY mineralization is present up to
4%.  CAR fracture fillings are present at all angles.  Mineralization appears to be
associated with ultramafic contact.  Rock is hard and non-magnetic.
Entire interval is of interest
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271.00 285.50 ACG, GREEN CARBONATE ALTERED ROCK 365325 271.00 272.00 1.00 6.00
365326 272.00 273.00 1.00 1.81
365327 273.00 274.00 1.00 0.13
365328 274.00 275.00 1.00 0.08
365329 275.00 276.00 1.00 0.17
365331 276.00 277.00 1.00 0.09
365332 277.00 278.00 1.00 0.61
365333 278.00 279.00 1.00 0.88
365334 279.00 280.00 1.00 0.03
365335 280.00 281.00 1.00 0.11
365336 281.00 282.00 1.00 0.04
365337 282.00 283.10 1.10 0.03
365338 283.10 284.30 1.20 0.03
365339 284.30 285.50 1.20 0.39

FUCHSITE ALTERED GREEN CARB -
Rock is emerald green with carbonate fracture fillings and veinlets throughout.
Aphanitic to fine grained.  Distinct upper contact 40 degrees TCA along vein also.
FUS alteration is semi-pervasive with foliated SER scattered throughout.  Little to
no pyrite clustered.  CAR fracture fillings and veinlets present in high
concentration and at all angles.  Foliation runs 30-40 degrees TCA, but can be
more subparallel TCA due to veining.  Rock is soft with no magnetism.

285.50 298.90 ISO, SYENITIC INTRUSIVE 365341 285.50 286.30 0.80 3.49
365342 286.30 287.80 1.50 1.31
365343 287.80 289.00 1.20 0.58
365344 289.00 290.00 1.00 0.61
365345 290.00 291.00 1.00 1.57
365346 291.00 292.50 1.50 0.55
365347 292.50 294.00 1.50 0.28
365348 294.00 295.50 1.50 1.03
365349 295.50 297.00 1.50 0.13
365351 297.00 298.00 1.00 0.03
365352 298.00 298.90 0.90 0.02

K-FELDSPAR SYENITE WITH CHLORITE FRACTURE FILLINGS -
Rock is salmon pink with dark grey chlorite fractures up to 0.5cm in width.
Distinct upper contact 30-40 degrees TCA non-linear and muddled by CAR
fracture fillings.  SIL occurs only where K-spar exists.  HE decreases with depth
away from upper contact.  EP alteration is patchy and around fractures. PY also
decreases with depth and present with HE alteration.  Low concentration of
QZ/CAR fracture fillings throughout.   No significant structure.  Rock is
dominantly hard except where CHL exists and non-magnetic.
Interval of interest:
285.5-287.8 - Semi-pervasive HE alteration with up to 1% disseminated PY.
Upper contact with ACG.

298.90 311.20 ACG, GREEN CARBONATE ALTERED ROCK 365353 298.90 300.10 1.20 0.02
365354 300.10 301.10 1.00 0.02
365355 301.10 302.10 1.00 0.02
365356 302.10 303.10 1.00 0.02
365357 303.10 304.30 1.20 0.03
365358 304.30 304.90 0.60 0.00
365359 304.90 305.60 0.70 4.45
365361 305.60 306.40 0.80 1.80
365362 306.40 307.50 1.10 0.26
365363 307.50 308.50 1.00 0.01
365364 308.50 309.80 1.30 0.05
365365 309.80 311.20 1.40 0.43

FUCHSITE ALTERED GREEN CARB -
Rock is emerald green with carbonate fracture fillings and veinlets throughout.
Aphanitic to fine grained.  Distinct upper contact 25-30 degrees TCA along vein
also.  FUS alteration is semi-pervasive with foliated SER scattered throughout.
Little to no pyrite clustered.  CAR fracture fillings and veinlets present in high
concentration and at all angles.  Minor interval in middle of unit with QZ veining
concentrated and up to 1% f.g. vein hosted PY.  Minor VIT also present. Foliation
runs 30-40 degrees TCA, but can be more subparallel TCA due to veining.  Rock
is soft with no magnetism.
Interval of interest:
304.9-306.4 - 20% QZ veining with 1% f.g. vein hosted PY.  QZ vein is
translucent and white with gradational grey.
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311.20 329.70 ISO, SYENITIC INTRUSIVE 365366 311.20 312.00 0.80 2.62
365367 312.00 312.90 0.90 2.95
365368 312.90 313.30 0.40 2.10
365369 313.30 314.70 1.40 0.32
365371 314.70 316.00 1.30 0.13
365372 316.00 317.40 1.40 0.12
365373 317.40 318.60 1.20 0.16
365374 318.60 319.30 0.70 0.21
365375 319.30 320.50 1.20 0.49
365376 320.50 321.70 1.20 0.11
365377 321.70 322.90 1.20 0.07
365378 322.90 324.00 1.10 0.02
365379 324.00 325.00 1.00 0.06
365381 325.00 326.00 1.00 0.10
365382 326.00 327.00 1.00 0.11
365383 327.00 328.00 1.00 0.06
365384 328.00 329.00 1.00 0.05
365385 329.00 329.70 0.70 0.06

FELDSPAR SYENITE WITH MINOR ALBITIC INTERVALS -
Rock is pink to red.  Distinct upper contact 30 degrees TCA.  Feldspar
megacrysts up to 2cm in diameter.  SER and EP alteration is patchy and mainly
located within the matrix around the feldspar.  Pervasive SIL.  Intermediate tuff
present in middle of interval with large angular clasts up to 5cm in diameter.
There appears to be two types of syenite present, one being a purplish albitic
syenite intruding another syenite.  Low concentration of PY present, but visible
as f.g. to m.g. fracture controlled or disseminated.  Low concentration of QZ/CAR
veinlets and stringers also present.  Rock is hard with no magnetism.

329.70 342.20 VMM, MAFIC VOLCANIC MASSIVE 365386 329.70 330.90 1.20 0.03
365387 330.90 331.90 1.00 0.05
365388 331.90 332.30 0.40 0.10
365389 332.30 333.70 1.40 0.02
365391 333.70 335.20 1.50 0.04
365392 335.20 336.60 1.40 0.01
365393 336.60 338.00 1.40 0.01
365394 338.00 339.20 1.20 0.01
365395 339.20 340.50 1.30 0.02
365396 340.50 341.70 1.20 0.00
365397 341.70 342.20 0.50 0.00

PERVASIVELY ALTERED MAFIC VOLCANIC ROCK - •Rock is pale with slight
greenish yellow tint.  Distinct upper contact 65 degrees TCA.  Aphanitic.
Pervasive bleaching throughout with SER being visible around veinlets.  Trace
amounts of PY.  QZ/CAR veinlets present at various angles up to 2cm in width.
Rock is soft with no magnetism.
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342.20 360.20 ISO, SYENITIC INTRUSIVE 365398 342.20 342.70 0.50 0.04
365399 342.70 344.00 1.30 0.13
362401 344.00 345.00 1.00 0.08
362402 345.00 346.00 1.00 0.36
362403 346.00 347.00 1.00 0.20
362404 347.00 348.00 1.00 0.13
362405 348.00 349.30 1.30 0.10
362406 349.30 350.70 1.40 0.08
362407 350.70 351.90 1.20 0.06
362408 351.90 353.30 1.40 0.06
362409 353.30 354.10 0.80 0.02
362411 354.10 355.00 0.90 0.02
362412 355.00 356.30 1.30 0.01
362413 356.30 357.40 1.10 0.02
362414 357.40 358.20 0.80 0.02
362415 358.20 359.20 1.00 0.03
362416 359.20 360.20 1.00 0.02

FELDSPAR SYENITE WITH MINOR ALBITIC UNITS -
Rock is pink to red.  Distinct upper contact 35 degrees TCA marked at vein
contact.  Feldspar megacrysts up to 2cm in diameter.  SER and EP alteration is
patchy and mainly located within the matrix around the feldspar.  Pervasive SIL.
There appears to be three types of syenite present, one being a purplish albitic
syenite intruding another syenite.  Also, there is a reddish syenite with chloritic
fracture fillings.  Low concentration of PY present, but visible as f.g. to m.g.
spotty and clustered.  Low concentration of QZ/CAR veinlets and stringers also
present.  Rock is hard with no magnetism.
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360.20 411.00 VMM, MAFIC VOLCANIC MASSIVE 362417 360.20 361.10 0.90 0.03
362418 361.10 362.50 1.40 0.02
362419 362.50 364.00 1.50 0.00
362421 364.00 365.50 1.50 0.01
362422 365.50 367.00 1.50 0.02
362423 367.00 368.50 1.50 0.01
362424 368.50 370.00 1.50 0.01
362425 370.00 370.80 0.80 0.01
362426 370.80 371.80 1.00 0.02
362427 371.80 372.80 1.00 0.01
362428 372.80 374.00 1.20 0.00
362429 374.00 375.00 1.00 0.07
362430 375.00 375.80 0.80 0.00
362432 375.80 376.60 0.80 0.01
362433 376.60 377.40 0.80 0.01
362434 377.40 378.20 0.80 0.04
362435 378.20 379.50 1.30 0.01
362436 379.50 381.00 1.50 0.03
362437 381.00 382.20 1.20 0.06
362438 382.20 383.40 1.20 0.01
362439 383.40 384.60 1.20 0.09
362440 384.60 386.00 1.40 0.01
362442 386.00 387.40 1.40 0.01
362443 387.40 388.70 1.30 0.29
362444 388.70 390.00 1.30 0.03
362445 390.00 391.20 1.20 0.09
362446 391.20 392.50 1.30 0.06
362447 392.50 393.60 1.10 0.03
362448 393.60 394.80 1.20 0.01
362450 394.80 396.00 1.20 0.05
362451 396.00 397.50 1.50 0.15
362452 397.50 399.00 1.50 0.34
362453 399.00 400.50 1.50 0.02
362454 400.50 402.00 1.50 0.01
362455 402.00 403.50 1.50 0.01
362456 403.50 405.00 1.50 0.01
362457 405.00 406.50 1.50 0.01
362458 406.50 408.00 1.50 0.01
362459 408.00 409.50 1.50 0.02
362461 409.50 411.00 1.50 0.01

PERVASIVELY ALTERED MAFIC VOLCANIC ROCK -
Rock is beige to purple in colour.  Distinct upper contact 75 degrees TCA.  SER
alteration accompanies pervasive bleaching with minor fracture filling HE
alteration.  Low concentration of PY visible, but can be seen in veinlets and
clustered in fractures with minor CPY.  QZ/CAR fracture fillings and veinlets
present, with a veinlet running parallel TCA in the middle of unit.  Veinlets are
present at all angles with anastamosing texture giving appearance of brecciation.
Rock is soft to moderate with patchy weak magnetism where bleaching does not
exist.
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411.00 439.80 VMM, MAFIC VOLCANIC MASSIVE 362462 411.00 412.30 1.30 0.00
362463 412.30 413.80 1.50 0.02
362464 413.80 414.50 0.70 1.20
362465 414.50 415.20 0.70 0.11
362466 415.20 416.20 1.00 0.01
362467 416.20 417.00 0.80 0.22
362468 417.00 418.10 1.10 0.55
362469 418.10 419.20 1.10 0.06
362470 419.20 419.90 0.70 0.02
362472 419.90 421.00 1.10 0.01
362473 421.00 422.00 1.00 0.03
362474 422.00 423.00 1.00 0.01
362475 423.00 424.00 1.00 0.01
362476 424.00 425.00 1.00 0.07
362477 425.00 426.00 1.00 0.03
362478 426.00 427.20 1.20 0.91
362479 427.20 428.50 1.30 0.02
362480 428.50 429.50 1.00 0.66
362481 429.50 430.80 1.30 0.91
362483 430.80 431.80 1.00 1.61
362484 431.80 432.60 0.80 0.31
362485 432.60 434.00 1.40 0.05
362486 434.00 435.50 1.50 0.01
362487 435.50 436.70 1.20 0.00
362488 436.70 438.00 1.30 0.00
362489 438.00 438.80 0.80 0.00
362490 438.80 439.80 1.00 0.00

MASSIVE MAFIC VOLCANIC ROCK WITH FRACTURE CONTROLLED HE
ALTERATION -
Rock is dark grey with fracture controlled bleaching and HE alteration.  Aphanitic
to fine grained.  Distinct upper contact 80-90 degrees TCA marked by end of
pervasive bleaching.  Same rock unit as above, but different alteration requiring
new description.  HE and BLE dominant at top of interval, changing towards
K-feldspar and SER closer to end of unit with all mainly being fracture controlled.
Generally trace amounts of PY.  Minor intervals of f.g. disseminate and fracture
filling PY up to 2% also present, which may be of interest.  CAR fracture fillings
and veinlets present in moderate to high concentration.  Rock is soft with patchy
weak magnetism.
Intervals of interest
413.8-415.2: 1-2% f.g. fracture controlled PY.  Fracture controlled HE and BLE
also.  Low concentration of CAR veinlets.
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439.80 483.00 VMM, MAFIC VOLCANIC MASSIVE 362491 439.80 440.20 0.40 0.02
362492 440.20 440.60 0.40 0.01
362494 440.60 441.30 0.70 0.01
362495 441.30 442.30 1.00 0.01
362496 442.30 443.60 1.30 0.03
362497 443.60 444.60 1.00 0.01
362498 444.60 446.10 1.50 0.00
362499 446.10 447.60 1.50 0.00
362501 447.60 449.00 1.40 0.00
362502 449.00 450.50 1.50 0.02
362503 450.50 452.00 1.50 0.00
362504 452.00 453.40 1.40 0.00
362505 453.40 454.90 1.50 0.00
362506 454.90 456.30 1.40 0.00
362507 456.30 457.50 1.20 0.01
362508 457.50 458.90 1.40 0.02
362510 458.90 460.00 1.10 0.00
362511 460.00 461.30 1.30 0.01
362512 461.30 462.40 1.10 0.06
362513 462.40 463.70 1.30 0.01
362514 463.70 465.00 1.30 0.01
362515 465.00 465.80 0.80 0.49
362516 465.80 466.90 1.10 0.22
362517 466.90 468.00 1.10 0.05
362518 468.00 469.00 1.00 0.01
362519 469.00 470.00 1.00 0.01
362520 470.00 471.00 1.00 0.01
362522 471.00 472.20 1.20 0.01
362523 472.20 473.40 1.20 0.01
362524 473.40 474.40 1.00 0.01
362525 474.40 475.30 0.90 0.01
362526 475.30 476.40 1.10 0.01
362527 476.40 477.60 1.20 0.87
362528 477.60 478.60 1.00 0.34
362529 478.60 479.30 0.70 0.10
362531 479.30 480.40 1.10 0.20
362532 480.40 481.40 1.00 0.05
362533 481.40 482.10 0.70 0.09
362534 482.10 483.00 0.90 0.06

MAFIC FLOW WITH RECRYSTALLIZED AMPHIBOLE -
Rock is dark green with aphanitic to very fine grained matrix and recrystallized
amphibole up to 1mm in diameter.  Distinct upper contact marked beneath CAR
vein.  Disseminated LCX present throughout with some fracture controlled SER.
ALB is present in minor interval in middle of unit as bleaching and within high
concentration of CAR veinlets.  Low concentration of PY, but minor intervals of
concentration fracture filling PY present.  CAR veinlets are present in high
concentration intersecting core near perpendicular TCA.  Healed fault throughout
last 4m of unit with specular HE over minor intervals.  Rock is soft with patchy
weak magnetism.
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483.00 549.00 VUO, ULTRAMAFIC VOLCANIC 362535 483.00 484.00 1.00 0.01
ULTRAMAFIC ROCK -
Rock is dark grey to black.  Aphanitic.  Upper contact marked beneath fault.
Strong CHL alteration throughout with patchy TAL.  Trace amounts of PY visible,
but can be seen as m.g. to c.g. euhedral crystals.  Moderate concentration of
CAR fracture fillings and veinlets.  Minor IMO's intrudes near top and bottom of
unit.  Rock is very soft with patchy weak magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
365117 24.00 25.50 0.0080
365118 25.50 26.90 0.0120
365119 26.90 28.00 0.0090
365120 28.00 29.30 0.0080
365122 29.30 29.90 0.0240
365123 29.90 31.00 0.0160
365124 31.00 32.00 0.0050
365125 32.00 33.00 0.0070
365126 33.00 34.00 0.0050
365127 34.00 35.30 0.0100
365128 35.30 36.00 0.0060
365129 36.00 37.00 0.0110
365130 37.00 38.00 0.0110
365131 38.00 39.00 0.0710
365133 39.00 40.50 0.0550
365134 40.50 42.00 0.0100
365135 42.00 43.50 0.0180
365136 43.50 45.00 0.0420
365137 45.00 46.50 0.0250
365138 46.50 47.10 0.0690
365139 47.10 48.40 0.0330
365140 48.40 49.70 0.0760
365141 49.70 51.10 0.0080
365142 51.10 52.50 1.3100
365144 52.50 54.00 0.1870
365145 54.00 55.50 0.0670
365146 55.50 57.00 0.0330
365147 57.00 58.50 0.0260
365148 58.50 60.00 0.0130
365149 60.00 61.00 0.0430
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365151 61.00 62.30 0.0340
365152 62.30 63.30 0.0080
365321 267.50 268.70 0.0390
365322 268.70 269.80 0.7030
365323 269.80 270.60 1.7200
365324 270.60 271.00 1.3000
365325 271.00 272.00 6.0000
365326 272.00 273.00 1.8100
365327 273.00 274.00 0.1270
365328 274.00 275.00 0.0810
365329 275.00 276.00 0.1690
365331 276.00 277.00 0.0910
365332 277.00 278.00 0.6110
365333 278.00 279.00 0.8835
365334 279.00 280.00 0.0320
365335 280.00 281.00 0.1070
365336 281.00 282.00 0.0407
365337 282.00 283.10 0.0300
365338 283.10 284.30 0.0250
365339 284.30 285.50 0.3940
365341 285.50 286.30 3.4900
365342 286.30 287.80 1.3100
365343 287.80 289.00 0.5750
365344 289.00 290.00 0.6050
365345 290.00 291.00 1.5700
365346 291.00 292.50 0.5470
365347 292.50 294.00 0.2790
365348 294.00 295.50 1.0300
365349 295.50 297.00 0.1255
365351 297.00 298.00 0.0310
365352 298.00 298.90 0.0210
365353 298.90 300.10 0.0180
365354 300.10 301.10 0.0200
365355 301.10 302.10 0.0200
365356 302.10 303.10 0.0220
365357 303.10 304.30 0.0290
365358 304.30 304.90 0.0040
365359 304.90 305.60 4.4500
365361 305.60 306.40 1.7950
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365362 306.40 307.50 0.2560
365363 307.50 308.50 0.0120
365364 308.50 309.80 0.0490
365365 309.80 311.20 0.4260
365366 311.20 312.00 2.6200
365367 312.00 312.90 2.9500
365368 312.90 313.30 2.1000
365369 313.30 314.70 0.3190
365371 314.70 316.00 0.1340
365372 316.00 317.40 0.1160
365373 317.40 318.60 0.1560
365374 318.60 319.30 0.2100
365375 319.30 320.50 0.4850
365376 320.50 321.70 0.1110
365377 321.70 322.90 0.0720
365378 322.90 324.00 0.0190
365379 324.00 325.00 0.0630
365381 325.00 326.00 0.0970
365382 326.00 327.00 0.1060
365383 327.00 328.00 0.0580
365384 328.00 329.00 0.0520
365385 329.00 329.70 0.0590
365386 329.70 330.90 0.0310
365387 330.90 331.90 0.0480
365388 331.90 332.30 0.1010
365389 332.30 333.70 0.0190
365391 333.70 335.20 0.0430
365392 335.20 336.60 0.0060
365393 336.60 338.00 0.0070
365394 338.00 339.20 0.0100
365395 339.20 340.50 0.0180
365396 340.50 341.70 0.0020
365397 341.70 342.20 0.0020
365398 342.20 342.70 0.0440
365399 342.70 344.00 0.1320
362401 344.00 345.00 0.0810
362402 345.00 346.00 0.3630
362403 346.00 347.00 0.1990
362404 347.00 348.00 0.1270
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Hole Number: HP13-002A                                         Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
362405 348.00 349.30 0.0960
362406 349.30 350.70 0.0780
362407 350.70 351.90 0.0590
362408 351.90 353.30 0.0610
362409 353.30 354.10 0.0240
362411 354.10 355.00 0.0180
362412 355.00 356.30 0.0100
362413 356.30 357.40 0.0150
362414 357.40 358.20 0.0170
362415 358.20 359.20 0.0250
362416 359.20 360.20 0.0230
362417 360.20 361.10 0.0270
362418 361.10 362.50 0.0200
362419 362.50 364.00 0.0040
362421 364.00 365.50 0.0120
362422 365.50 367.00 0.0150
362423 367.00 368.50 0.0100
362424 368.50 370.00 0.0050
362425 370.00 370.80 0.0070
362426 370.80 371.80 0.0220
362427 371.80 372.80 0.0120
362428 372.80 374.00 0.0040
362429 374.00 375.00 0.0740
362430 375.00 375.80 0.0020
362432 375.80 376.60 0.0100
362433 376.60 377.40 0.0050
362434 377.40 378.20 0.0400
362435 378.20 379.50 0.0130
362436 379.50 381.00 0.0280
362437 381.00 382.20 0.0560
362438 382.20 383.40 0.0110
362439 383.40 384.60 0.0920
362440 384.60 386.00 0.0100
362442 386.00 387.40 0.0100
362443 387.40 388.70 0.2870
362444 388.70 390.00 0.0280
362445 390.00 391.20 0.0870
362446 391.20 392.50 0.0600
362447 392.50 393.60 0.0270
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Hole Number: HP13-002A                                         Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
362448 393.60 394.80 0.0130
362450 394.80 396.00 0.0510
362451 396.00 397.50 0.1450
362452 397.50 399.00 0.3370
362453 399.00 400.50 0.0180
362454 400.50 402.00 0.0140
362455 402.00 403.50 0.0110
362456 403.50 405.00 0.0080
362457 405.00 406.50 0.0090
362458 406.50 408.00 0.0100
362459 408.00 409.50 0.0170
362461 409.50 411.00 0.0141
362462 411.00 412.30 0.0040
362463 412.30 413.80 0.0150
362464 413.80 414.50 1.2000
362465 414.50 415.20 0.1110
362466 415.20 416.20 0.0100
362467 416.20 417.00 0.2190
362468 417.00 418.10 0.5530
362469 418.10 419.20 0.0550
362470 419.20 419.90 0.0180
362472 419.90 421.00 0.0120
362473 421.00 422.00 0.0270
362474 422.00 423.00 0.0068
362475 423.00 424.00 0.0120
362476 424.00 425.00 0.0720
362477 425.00 426.00 0.0280
362478 426.00 427.20 0.9080
362479 427.20 428.50 0.0150
362480 428.50 429.50 0.6640
362481 429.50 430.80 0.9050
362483 430.80 431.80 1.6100
362484 431.80 432.60 0.3050
362485 432.60 434.00 0.0490
362486 434.00 435.50 0.0070
362487 435.50 436.70 0.0030
362488 436.70 438.00 0.0040
362489 438.00 438.80 0.0020
362490 438.80 439.80 0.0040
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
362491 439.80 440.20 0.0220
362492 440.20 440.60 0.0120
362494 440.60 441.30 0.0130
362495 441.30 442.30 0.0080
362496 442.30 443.60 0.0250
362497 443.60 444.60 0.0050
362498 444.60 446.10 0.0030
362499 446.10 447.60 0.0014
362501 447.60 449.00 0.0040
362502 449.00 450.50 0.0220
362503 450.50 452.00 0.0010
362504 452.00 453.40 0.0005
362505 453.40 454.90 0.0030
362506 454.90 456.30 0.0030
362507 456.30 457.50 0.0070
362508 457.50 458.90 0.0230
362510 458.90 460.00 0.0030
362511 460.00 461.30 0.0080
362512 461.30 462.40 0.0550
362513 462.40 463.70 0.0070
362514 463.70 465.00 0.0110
362515 465.00 465.80 0.4860
362516 465.80 466.90 0.2180
362517 466.90 468.00 0.0470
362518 468.00 469.00 0.0130
362519 469.00 470.00 0.0050
362520 470.00 471.00 0.0090
362522 471.00 472.20 0.0060
362523 472.20 473.40 0.0110
362524 473.40 474.40 0.0050
362525 474.40 475.30 0.0080
362526 475.30 476.40 0.0080
362527 476.40 477.60 0.8650
362528 477.60 478.60 0.3350
362529 478.60 479.30 0.1040
362531 479.30 480.40 0.2000
362532 480.40 481.40 0.0530
362533 481.40 482.10 0.0870
362534 482.10 483.00 0.0620
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Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
362535 483.00 484.00 0.0060



Dec 12, 2013
Page 1 of 1

GRAPHIC SUMMARY REPORT

0

12.00
HPO

12.00

189.00

VMM

189.00

208.10
VMM

208.10

326.00
VMM

326.00

333.20
ACG

333.20

363.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371717.000000 552304.000000 298.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-003              DDH

Hislop Township

YES L23130

DECIMAL METRIC

210.00 -57.00

bhua

Garant

Possible block error at top of hole occurring right after casing.  12m of casing used, but block 15m
occurs within a metre after block 12m.

0 363.00

Completed: Feb 16, 2013Start Date: Feb 04, 2013

Entered On: Feb 16, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp



Page 1 of 10Dec 12, 2013 DETAILED LOG

Hole Number: HP13-003                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371717.00 North: Collar Az:

Location: Hislop Township East: 552304.00 East: Length:

Elev: 298.00 Elev: Start Depth:

Date Started: Feb 04, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Feb 16, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-57.00

210.00

363.00

0.00

363.00

Comments: Possible block error at top of hole occurring right after casing.  12m of casing used, but block 15m occurs within a metre after block 12m.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first actual reading 42.00 mag field = 5591207.20 207.20-57.50 -57.50EZ Shot OK EZ Shot OK

99.00 mag field = 5532 150.00 mag field = 5473207.90 210.80-57.30 -57.20EZ Shot OK EZ Shot OK

201.00 mag field = 5484 249.00 mag field = 5685207.80 213.40-57.50 -57.20EZ Shot OK EZ Shot OK

300.00 mag field = 5610 363.00 mag field = 5693218.30 216.30-57.10 -57.70EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 12.00 HPO, OVERBURDEN
OVERBURDEN -
12m of casing used.
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Hole Number: HP13-003                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

12.00 189.00 VMM, MAFIC VOLCANIC MASSIVE E5487243 81.00 81.90 0.90 0.01
E5487244 81.90 82.60 0.70 0.01
E5487245 82.60 83.60 1.00 0.01
E5487246 122.00 123.00 1.00 0.01
E5487247 123.00 123.90 0.90 0.02
E5487248 123.90 125.00 1.10 0.01
E5487249 125.00 126.00 1.00 0.03
E5487251 126.00 127.00 1.00 0.01
E5487252 127.00 128.00 1.00 0.08
E5487253 128.00 129.00 1.00 0.07
E5487254 129.00 130.00 1.00 0.04
E5487255 130.00 130.70 0.70 0.39
E5487256 130.70 132.00 1.30 0.12
E5487257 132.00 132.90 0.90 1.36
E5487259 132.90 133.70 0.80 0.02
E5487260 133.70 135.00 1.30 0.06
E5487261 135.00 135.80 0.80 0.61
E5487262 135.80 136.90 1.10 0.10
E5487263 136.90 137.70 0.80 0.07
E5487264 137.70 138.70 1.00 0.18
E5487265 138.70 139.90 1.20 0.04
E5487266 139.90 141.00 1.10 0.07
E5487267 141.00 142.00 1.00 0.04
E5487268 142.00 142.70 0.70 0.02
E5487270 142.70 143.40 0.70 0.02
E5487271 143.40 144.90 1.50 0.18
E5487272 144.90 146.40 1.50 0.08
E5487273 146.40 147.60 1.20 0.14
E5487274 147.60 148.90 1.30 0.07
E5487275 148.90 150.00 1.10 0.02
E5487276 150.00 151.20 1.20 0.02
E5487277 151.20 152.00 0.80 0.02
E5487278 152.00 153.00 1.00 0.04
E5487280 153.00 154.50 1.50 0.01
E5487281 154.50 156.00 1.50 0.01
E5487282 156.00 157.50 1.50 0.00
E5487283 157.50 159.00 1.50 0.01
E5487284 159.00 160.50 1.50 0.00
E5487285 160.50 162.00 1.50 0.00
E5487286 162.00 163.50 1.50 0.00
E5487288 163.50 165.00 1.50 0.00
E5487289 165.00 166.30 1.30 0.01

MASSIVE MAFIC VOLCANIC FLOW -
Rock is dark grey to dark green.  Fine grained.  HE and EP alterations are
fracture filling and sparsely seen.  HE can be seen as specular hematite.  PY is
trace throughout most of the rock with some being seen within fractures and
more concentrated at depth within unit.  Minor syenite intrudes unit with up to
1.5% PY.  CAL fracture fillings and veinlets are present throughout entire unit in
low concentration.  Locally brecciated CAL fracture fillings at depth.  Rock is soft
to moderate with patchy moderate magnetism.
Intervals of interest:
132-132.9 - 3-6% CAL fractures/veinlets with v.f.g. fracture controlled PY.  Weak
SER alteration is fracture controlled
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Hole Number: HP13-003                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

189.00 208.10 VMM, MAFIC VOLCANIC MASSIVE
MAFIC VOLCANIC ROCK WITH AMPHIBOLE PHENOCRYSTS -
Rock is dark green to evergreen.  Medium grained with amphibole phenocrysts
up to 1mm in diameter.  Weak fracture controlled/filling HE alteration is sparsely
present.  Trace amounts of sulphides.  CAR fracture fillings throughout in low to
moderate concentration.  Rock is moderate with no magnetism.



Page 4 of 10Dec 12, 2013 DETAILED LOG

Hole Number: HP13-003                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

208.10 326.00 VMM, MAFIC VOLCANIC MASSIVE E5487290 208.10 209.40 1.30 0.06
E5487291 209.40 210.50 1.10 0.00
E5487292 210.50 211.20 0.70 1.72
E5487293 211.20 212.30 1.10 2.06
E5487294 212.30 213.00 0.70 0.29
E5487295 213.00 214.20 1.20 0.32
E5487296 214.20 215.40 1.20 0.01
E5487297 215.40 216.90 1.50 0.01
E5487299 216.90 218.40 1.50 0.01
E5487300 218.40 219.90 1.50 0.02
E5487301 219.90 221.40 1.50 0.00
E5487302 221.40 222.70 1.30 0.00
E5487303 222.70 224.10 1.40 0.01
E5487304 224.10 225.30 1.20 0.02
E5487305 225.30 226.60 1.30 0.02
E5487306 226.60 228.00 1.40 0.01
E5487307 228.00 228.90 0.90 0.00
E5487309 228.90 229.90 1.00 0.01
E5487310 229.90 231.00 1.10 0.00
E5487311 231.00 231.90 0.90 0.05
E5487312 231.90 232.70 0.80 0.00
E5487313 232.70 233.40 0.70 0.00
E5487314 233.40 234.00 0.60 0.00
E5487315 234.00 235.10 1.10 0.00
E5487316 235.10 236.40 1.30 0.03
E5487317 236.40 237.70 1.30 0.01
E5487319 237.70 239.00 1.30 0.00
E5487320 239.00 240.00 1.00 0.01
E5487321 240.00 241.50 1.50 0.01
E5487322 241.50 243.00 1.50 0.07
E5487323 243.00 244.50 1.50 0.01
E5487324 244.50 246.00 1.50 0.05
E5487325 246.00 247.50 1.50 0.78
E5487326 247.50 249.00 1.50 0.01
E5487327 249.00 250.50 1.50 0.07
E5487328 250.50 252.00 1.50 0.00
E5487330 252.00 253.00 1.00 0.01
E5487331 253.00 254.00 1.00 0.02
E5487332 254.00 255.00 1.00 0.01
E5487333 255.00 255.50 0.50 0.00
E5487334 255.50 256.70 1.20 0.01
E5487335 256.70 257.40 0.70 0.51
E5487336 257.40 257.90 0.50 0.08

MASSIVE MAFIC VOLCANIC FLOW -
Rock is dark green.  Fine grained.  Rock varies in alteration with disseminated
LCX.  HE alteration is weak and patchy more localized around some CAR fracture
fillings.  Minor  bleaching halos occurring around CAR fracture fillings.  Low
concentrations of PY throughout but can be up to 4% as finely disseminated and
vein controlled PY over minor intervals accompanied by veining and SIL or HE.
CAR veining is moderate to strong throughout at all angles with a QZ presence
with PY.  Rock is soft to moderate with patchy moderate magnetism.
Intervals of interest:
210.5-213m - 4% f.g. disseminated and vein controlled PY.  Moderate
concentration (5-8%) of QZ/CAR fracture fillings and veinlets.  Weak HE
alteration.
257.9-258.4m - 2-3% v.f.g. disseminated PY
313.2-314m - 2-3% v.f.g. fracture controlled/disseminated PY
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Hole Number: HP13-003                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5487337 257.90 258.40 0.50 1.13
E5487339 258.40 259.40 1.00 0.04
E5487340 259.40 260.50 1.10 0.02
E5487341 260.50 261.60 1.10 0.02
E5487342 261.60 262.60 1.00 0.12
E5487343 262.60 263.60 1.00 0.26
E5487344 263.60 264.30 0.70 0.02
E5487345 264.30 265.20 0.90 0.02
E5487346 265.20 266.00 0.80 0.00
E5487347 266.00 267.00 1.00 0.00
E5487348 267.00 268.50 1.50 0.01
E5487350 268.50 270.00 1.50 0.02
E5487351 270.00 271.50 1.50 0.01
E5487352 271.50 273.00 1.50 0.61
E5487353 273.00 274.40 1.40 0.01
E5487354 274.40 275.70 1.30 0.01
E5487355 275.70 276.80 1.10 0.01
E5487356 276.80 277.90 1.10 0.01
E5487357 277.90 279.00 1.10 0.01
E5487359 279.00 280.50 1.50 0.02
E5487360 280.50 282.00 1.50 0.01
E5487361 282.00 283.50 1.50 0.01
E5487362 283.50 285.00 1.50 0.02
E5487363 285.00 286.00 1.00 0.01
E5487364 286.00 287.10 1.10 0.01
E5487365 287.10 288.00 0.90 0.01
E5487366 288.00 288.80 0.80 0.03
E5487367 288.80 289.70 0.90 0.02
E5487368 289.70 290.40 0.70 0.02
E5487370 290.40 291.40 1.00 0.06
E5487371 291.40 292.20 0.80 0.01
E5487372 292.20 293.00 0.80 0.01
E5487373 293.00 294.00 1.00 0.01
E5487374 294.00 295.20 1.20 0.07
E5487375 295.20 296.20 1.00 0.01
E5487376 296.20 297.20 1.00 0.01
E5487377 297.20 298.40 1.20 0.01
E5487379 298.40 299.50 1.10 0.02
E5487380 299.50 300.70 1.20 0.10
E5487381 300.70 301.80 1.10 0.09
E5487382 301.80 302.90 1.10 0.02
E5487383 302.90 303.70 0.80 0.01
E5487384 303.70 304.40 0.70 0.01
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Hole Number: HP13-003                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5487385 304.40 305.80 1.40 0.01
E5487386 305.80 307.30 1.50 0.01
E5487387 307.30 308.80 1.50 0.01
E5487389 308.80 309.20 0.40 0.01
E5487390 309.20 310.30 1.10 0.01
E5487391 310.30 310.90 0.60 0.01
E5487392 310.90 312.00 1.10 0.01
E5487393 312.00 313.20 1.20 0.01
E5487394 313.20 314.00 0.80 0.28
E5487395 314.00 315.00 1.00 0.02
E5487396 315.00 315.40 0.40 0.01
E5487398 315.40 316.40 1.00 0.01
E5487399 316.40 317.90 1.50 0.01
E5487400 317.90 318.80 0.90 0.01
E5487401 318.80 319.50 0.70 0.02
E5487402 319.50 320.80 1.30 0.01
E5487403 320.80 322.20 1.40 0.01
E5487404 322.20 323.20 1.00 0.08
E5487405 323.20 324.30 1.10 0.11
E5487406 324.30 325.20 0.90 0.02
E5487407 325.20 326.00 0.80 0.01

326.00 333.20 ACG, GREEN CARBONATE ALTERED ROCK E5487409 326.00 327.00 1.00 0.04
E5487410 327.00 328.00 1.00 0.59
E5487411 328.00 329.00 1.00 0.57
E5487412 329.00 330.00 1.00 1.17
E5487413 330.00 330.40 0.40 2.09
E5487414 330.40 331.40 1.00 0.89
E5487415 331.40 332.00 0.60 0.64
E5487416 332.00 333.20 1.20 3.22

SERICITE AND FUCHSITE ALTERED ULTRAMAFIC ROCK -
Rock is yellowish green.  Aphanitic.  Distinct upper contact non linear and 80-90
degrees TCA.  Unit begins as minor VUO with gradation increase in FUS and SER
alteration.  Unit is breccated pervasively.  Low concentration of PY present, but
visible as v.f.g. disseminated grains.  High concentration of QZ/CAR veinlets and
veins present at all angles cross cutting each other.  Rock is soft with no
magnetism.

333.20 363.00 VUO, ULTRAMAFIC VOLCANIC E5487417 333.20 333.90 0.70 2.34
E5487418 333.90 335.20 1.30 0.66ULTRAMAFIC ROCK -

Rock is black.  Aphanitic.  Indistinct upper contact marked by decrease in FUS
alteration.  Pervasive CHL alteration throughout.  SER alteration present at top of
unit.  Trace amounts of PY. CAR fracture fillings present throughout.  Syenitic
intrusino present in middle of unit.  Rock is very soft with patchy moderate
magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487243 81.00 81.90 0.0125
E5487244 81.90 82.60 0.0090
E5487245 82.60 83.60 0.0060
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487246 122.00 123.00 0.0070
E5487247 123.00 123.90 0.0240
E5487248 123.90 125.00 0.0130
E5487249 125.00 126.00 0.0320
E5487251 126.00 127.00 0.0080
E5487252 127.00 128.00 0.0780
E5487253 128.00 129.00 0.0700
E5487254 129.00 130.00 0.0380
E5487255 130.00 130.70 0.3945
E5487256 130.70 132.00 0.1180
E5487257 132.00 132.90 1.3600
E5487259 132.90 133.70 0.0240
E5487260 133.70 135.00 0.0550
E5487261 135.00 135.80 0.6130
E5487262 135.80 136.90 0.1010
E5487263 136.90 137.70 0.0680
E5487264 137.70 138.70 0.1750
E5487265 138.70 139.90 0.0420
E5487266 139.90 141.00 0.0680
E5487267 141.00 142.00 0.0400
E5487268 142.00 142.70 0.0170
E5487270 142.70 143.40 0.0230
E5487271 143.40 144.90 0.1840
E5487272 144.90 146.40 0.0800
E5487273 146.40 147.60 0.1360
E5487274 147.60 148.90 0.0670
E5487275 148.90 150.00 0.0180
E5487276 150.00 151.20 0.0180
E5487277 151.20 152.00 0.0240
E5487278 152.00 153.00 0.0380
E5487280 153.00 154.50 0.0090
E5487281 154.50 156.00 0.0050
E5487282 156.00 157.50 0.0040
E5487283 157.50 159.00 0.0050
E5487284 159.00 160.50 0.0020
E5487285 160.50 162.00 0.0020
E5487286 162.00 163.50 0.0030
E5487288 163.50 165.00 0.0040
E5487289 165.00 166.30 0.0090
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Hole Number: HP13-003                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487290 208.10 209.40 0.0615
E5487291 209.40 210.50 0.0040
E5487292 210.50 211.20 1.7200
E5487293 211.20 212.30 2.0600
E5487294 212.30 213.00 0.2860
E5487295 213.00 214.20 0.3210
E5487296 214.20 215.40 0.0115
E5487297 215.40 216.90 0.0140
E5487299 216.90 218.40 0.0070
E5487300 218.40 219.90 0.0160
E5487301 219.90 221.40 0.0040
E5487302 221.40 222.70 0.0030
E5487303 222.70 224.10 0.0060
E5487304 224.10 225.30 0.0170
E5487305 225.30 226.60 0.0150
E5487306 226.60 228.00 0.0120
E5487307 228.00 228.90 0.0030
E5487309 228.90 229.90 0.0070
E5487310 229.90 231.00 0.0030
E5487311 231.00 231.90 0.0450
E5487312 231.90 232.70 0.0040
E5487313 232.70 233.40 0.0020
E5487314 233.40 234.00 0.0030
E5487315 234.00 235.10 0.0040
E5487316 235.10 236.40 0.0290
E5487317 236.40 237.70 0.0090
E5487319 237.70 239.00 0.0040
E5487320 239.00 240.00 0.0070
E5487321 240.00 241.50 0.0050
E5487322 241.50 243.00 0.0710
E5487323 243.00 244.50 0.0100
E5487324 244.50 246.00 0.0450
E5487325 246.00 247.50 0.7830
E5487326 247.50 249.00 0.0140
E5487327 249.00 250.50 0.0720
E5487328 250.50 252.00 0.0040
E5487330 252.00 253.00 0.0120
E5487331 253.00 254.00 0.0160
E5487332 254.00 255.00 0.0130
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Hole Number: HP13-003                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487333 255.00 255.50 0.0040
E5487334 255.50 256.70 0.0070
E5487335 256.70 257.40 0.5080
E5487336 257.40 257.90 0.0800
E5487337 257.90 258.40 1.1300
E5487339 258.40 259.40 0.0380
E5487340 259.40 260.50 0.0230
E5487341 260.50 261.60 0.0210
E5487342 261.60 262.60 0.1230
E5487343 262.60 263.60 0.2590
E5487344 263.60 264.30 0.0220
E5487345 264.30 265.20 0.0150
E5487346 265.20 266.00 0.0045
E5487347 266.00 267.00 0.0040
E5487348 267.00 268.50 0.0050
E5487350 268.50 270.00 0.0170
E5487351 270.00 271.50 0.0110
E5487352 271.50 273.00 0.6130
E5487353 273.00 274.40 0.0070
E5487354 274.40 275.70 0.0120
E5487355 275.70 276.80 0.0100
E5487356 276.80 277.90 0.0080
E5487357 277.90 279.00 0.0050
E5487359 279.00 280.50 0.0155
E5487360 280.50 282.00 0.0050
E5487361 282.00 283.50 0.0050
E5487362 283.50 285.00 0.0230
E5487363 285.00 286.00 0.0050
E5487364 286.00 287.10 0.0050
E5487365 287.10 288.00 0.0100
E5487366 288.00 288.80 0.0300
E5487367 288.80 289.70 0.0190
E5487368 289.70 290.40 0.0160
E5487370 290.40 291.40 0.0600
E5487371 291.40 292.20 0.0125
E5487372 292.20 293.00 0.0060
E5487373 293.00 294.00 0.0140
E5487374 294.00 295.20 0.0710
E5487375 295.20 296.20 0.0100
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Hole Number: HP13-003                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487376 296.20 297.20 0.0080
E5487377 297.20 298.40 0.0090
E5487379 298.40 299.50 0.0170
E5487380 299.50 300.70 0.0990
E5487381 300.70 301.80 0.0920
E5487382 301.80 302.90 0.0230
E5487383 302.90 303.70 0.0095
E5487384 303.70 304.40 0.0120
E5487385 304.40 305.80 0.0100
E5487386 305.80 307.30 0.0100
E5487387 307.30 308.80 0.0070
E5487389 308.80 309.20 0.0110
E5487390 309.20 310.30 0.0090
E5487391 310.30 310.90 0.0070
E5487392 310.90 312.00 0.0080
E5487393 312.00 313.20 0.0140
E5487394 313.20 314.00 0.2750
E5487395 314.00 315.00 0.0175
E5487396 315.00 315.40 0.0090
E5487398 315.40 316.40 0.0100
E5487399 316.40 317.90 0.0110
E5487400 317.90 318.80 0.0100
E5487401 318.80 319.50 0.0210
E5487402 319.50 320.80 0.0070
E5487403 320.80 322.20 0.0140
E5487404 322.20 323.20 0.0750
E5487405 323.20 324.30 0.1070
E5487406 324.30 325.20 0.0160
E5487407 325.20 326.00 0.0060
E5487409 326.00 327.00 0.0430
E5487410 327.00 328.00 0.5890
E5487411 328.00 329.00 0.5680
E5487412 329.00 330.00 1.1700
E5487413 330.00 330.40 2.0900
E5487414 330.40 331.40 0.8900
E5487415 331.40 332.00 0.6400
E5487416 332.00 333.20 3.2200
E5487417 333.20 333.90 2.3400
E5487418 333.90 335.20 0.6590



Dec 12, 2013
Page 1 of 1

GRAPHIC SUMMARY REPORT

0

16.50
HPO

16.50

110.70
VMM

110.70

117.90
VMM

117.90

187.20
VMM

187.20

207.70
ISO

207.70

214.30
ISO

214.30

229.60
VUO

229.60

239.40
LLO

239.40

297.30
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371700.000000 552264.000000 298.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-004              DDH

Hislop Township

YES L23130

DECIMAL METRIC

212.00 -45.00

bhua

Garant

Hole was stopped before planned depth due to driller difficulty in possible fault.  Fault is present
in last box of hole.
Block error @ 66m  missing block.  All proceeding blocks needed to subract 3m.

0 297.30

Completed: Feb 27, 2013Start Date: Feb 16, 2013

Entered On: Feb 26, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Hole Number: HP13-004                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371700.00 North: Collar Az:

Location: Hislop Township East: 552264.00 East: Length:

Elev: 298.00 Elev: Start Depth:

Date Started: Feb 16, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Feb 27, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-45.00

212.00

297.30

0.00

297.30

Comments: Hole was stopped before planned depth due to driller difficulty in possible fault.  Fault is present in last box of hole.
Block error @ 66m  missing block.  All proceeding blocks needed to subract 3m.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first actual reading 36.00 mag field = 5530212.90 212.90-47.70 -47.70EZ Shot OK EZ Shot OK

99.00 mag field = 5447 147.00 mag field = 5623209.30 210.50-47.00 -46.70EZ Shot OK EZ Shot OK

198.00 mag field = 5510 246.00 mag field = 5519215.60 217.70-46.80 -47.40EZ Shot OK EZ Shot OK

297.00 mag field = 5539215.10 -47.50 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 16.50 HPO, OVERBURDEN
Casing for 16.5m.  ~1m of cover recovered.

16.50 110.70 VMM, MAFIC VOLCANIC MASSIVE E5487420 106.80 107.80 1.00 0.01
E5487421 107.80 108.80 1.00 0.00
E5487422 108.80 109.80 1.00 0.01
E5487423 109.80 110.70 0.90 0.05

The rock is fine grained/aphanitic and is a moderate grey with a green tint as
well as patches of deep red.  Patchy alterations include weak to strong hematite
and weak leucoxene.  There is an 11m interval with strong pervasive hematite
and weak to moderate pervasive silicification.  Trace amounts of vfg
disseminated and fg fracture filling pyrite are found throughout.  Veining consists
of ~1% CAR stringers, veinlets and fracture fillings as well as minor amounts of
QTZ/CAR veinlets and CAL veinlets and stringers.  Large regions of moderate to
strong brecciation are present throughout the interval.  The rock is hard and had
moderate patchy magnetism.

110.70 117.90 VMM, MAFIC VOLCANIC MASSIVE E5487424 110.70 111.70 1.00 2.60
E5487426 111.70 112.60 0.90 0.56
E5487427 112.60 113.60 1.00 0.73
E5487428 113.60 114.90 1.30 0.70
E5487429 114.90 115.70 0.80 0.91
E5487430 115.70 116.40 0.70 0.60
E5487431 116.40 117.00 0.60 0.03
E5487432 117.00 117.90 0.90 0.07
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Hole Number: HP13-004                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

117.90 187.20 VMM, MAFIC VOLCANIC MASSIVE E5487433 117.90 118.50 0.60 0.21
E5487434 118.50 119.20 0.70 0.29
E5487436 119.20 120.00 0.80 1.44
E5487437 120.00 121.00 1.00 0.03
E5487438 121.00 122.10 1.10 0.03
E5487439 122.10 123.50 1.40 0.01
E5487440 123.50 124.90 1.40 0.03
E5487441 124.90 126.00 1.10 0.02
E5487442 126.00 127.50 1.50 0.09
E5487443 127.50 129.00 1.50 0.14
E5487444 129.00 130.50 1.50 0.02
E5487446 130.50 131.50 1.00 0.01
E5487447 131.50 132.50 1.00 0.01
E5487448 132.50 133.50 1.00 0.05
E5487449 133.50 134.50 1.00 0.02
E5487450 134.50 135.60 1.10 0.01
E5487451 135.60 136.70 1.10 0.10
E5487452 136.70 138.00 1.30 0.09
E5487453 138.00 139.50 1.50 0.08
E5487454 139.50 141.00 1.50 0.02
E5487456 141.00 142.50 1.50 0.02
E5487457 142.50 144.00 1.50 0.02
E5487458 144.00 145.50 1.50 0.02
E5487459 145.50 147.00 1.50 0.06
E5487460 147.00 148.50 1.50 0.04
E5487461 148.50 149.50 1.00 0.01
E5487462 149.50 150.30 0.80 0.01
E5487463 150.30 151.50 1.20 0.02
E5487464 151.50 153.00 1.50 0.02
E5487466 153.00 154.50 1.50 0.07
E5487467 154.50 156.00 1.50 0.01
E5487468 156.00 157.50 1.50 0.02
E5487469 157.50 159.00 1.50 0.13
E5487470 159.00 160.50 1.50 0.02
E5487471 160.50 162.00 1.50 0.82
E5487472 162.00 163.50 1.50 0.07
E5487473 163.50 165.00 1.50 0.01
E5487474 165.00 166.40 1.40 0.01
E5487476 166.40 166.80 0.40 0.01
E5487477 166.80 168.00 1.20 0.06
E5487478 168.00 169.50 1.50 0.01
E5487479 169.50 171.00 1.50 0.10
E5487480 171.00 172.50 1.50 0.04

Rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak to strong hematite, weak sericite, moderate albite, and
weak epidote.  There is Trace-0.5% fg clustered, fracture filling and
disseminated PY throughout the interval with a local concentration of ~5-7% vfg
fracture controlled PY over ~80cm associated with patchy albite alteration.
Veining consists of ~2-4% CAR stringers, fracture fillings and veinlets with minor
amounts of QTZ veinlets.  After ~150m, small light pinkish-red syenite intrusions
become present ranging in size from 5-60cm.  The rock is hard and is strongly
magnetic.
Interval of interest:
119.2-120m:  ~5-7% Vfg fracture controlled PY associated with moderate
patchy albite alteration.
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Hole Number: HP13-004                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5487481 172.50 174.00 1.50 0.03
E5487482 174.00 175.50 1.50 0.01
E5487483 175.50 177.00 1.50 0.03
E5487484 177.00 178.50 1.50 0.02
E5487486 178.50 179.40 0.90 0.02
E5487487 179.40 180.20 0.80 0.02
E5487488 180.20 180.70 0.50 0.09
E5487489 180.70 181.50 0.80 0.13
E5487490 181.50 183.00 1.50 0.04
E5487491 183.00 184.50 1.50 0.11
E5487492 184.50 186.00 1.50 0.04
E5487493 186.00 187.20 1.20 0.03

187.20 207.70 ISO, SYENITIC INTRUSIVE E5487494 187.20 188.20 1.00 0.03
E5487496 188.20 189.00 0.80 1.68
E5487497 189.00 189.90 0.90 0.33
E5487498 189.90 190.90 1.00 0.27
E5487499 190.90 192.10 1.20 0.07
E5487500 192.10 193.00 0.90 0.07
E5487501 193.00 193.70 0.70 0.04
E5487502 193.70 194.40 0.70 0.08
E5487503 194.40 195.00 0.60 0.06
E5487504 195.00 196.40 1.40 0.11
E5487506 196.40 197.20 0.80 0.12
E5487507 197.20 198.20 1.00 0.06
E5487508 198.20 199.30 1.10 0.26
E5487509 199.30 200.40 1.10 0.10
E5487510 200.40 201.60 1.20 0.03
E5487511 201.60 202.90 1.30 0.07
E5487512 202.90 204.00 1.10 0.04
E5487513 204.00 205.30 1.30 0.10
E5487514 205.30 206.60 1.30 0.30
E5487516 206.60 207.70 1.10 0.25

ALBITIC SYENITE -
Rock varies in colour from pink to pale green.  Coarse grained.  Distinct upper
contact 75 degrees TCA.  Strong SIL throughout syenite with patchy intervals of
EP and CHL around fractures.  Changes in syenite include K-feldspar rich and
albitic rich with EP along boundaries. Low concentration of sulphides within
syenite, but consistent throughout.  Minor intermediate tuffs present in upper
half of unit.  CAR fracture fillings present in low concetration.  Rock is hard with
no magnetism.

207.70 214.30 ISO, SYENITIC INTRUSIVE E5487517 207.70 208.30 0.60 0.17
E5487518 208.30 209.60 1.30 0.22
E5487519 209.60 211.10 1.50 0.33
E5487521 211.10 212.60 1.50 0.63
E5487522 212.60 214.30 1.70 0.29

FELDSPAR PORPHYRITIC SYENITE -
Rock is white to salmon pink.  Coarse grained phenocrysts up to 2mm in
diameter.  Distinct upper contact 70 degrees TCA.  HE alteration located within
fractures.  Moderate to strong SIL throughout.  EP and CHL present within
fractures and can be clustered.  PY is present along with EP alteration near top
of unit.  PY can be concentrated up to 3% and mainly seen within fractures.  QZ
veinlets present in low concentration with no association with PY.   Rock is hard
with no magnetism.
Interval of interest
208.3-208.8 - Fracture controlled EP alteration with CHL.  Moderate SIL.  3-4%
f.g. disseminated PY.
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Hole Number: HP13-004                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

214.30 229.60 VUO, ULTRAMAFIC VOLCANIC E5487523 214.30 214.90 0.60 0.86
E5487524 214.90 215.70 0.80 0.04
E5487525 215.70 216.80 1.10 0.01
E5487526 216.80 217.80 1.00 0.02
E5487528 217.80 218.90 1.10 0.02
E5487529 218.90 220.00 1.10 0.12
E5487530 220.00 221.00 1.00 0.18
E5487531 221.00 222.00 1.00 0.04
E5487532 222.00 223.00 1.00 0.05
E5487533 223.00 224.10 1.10 0.09
E5487534 224.10 225.00 0.90 0.04
E5487536 225.00 226.50 1.50 0.00
E5487537 226.50 227.90 1.40 0.00

ULTRAMAFIC ROCK -
Rock is black with olive green tint from upper contact.  Aphantic.  Distinct upper
contact non-linear and 50 degrees TCA.  Pervasive CHL alteration throughout
with patchy TAL present around CAR fracture fillings.  SER alteration is
decreasing with depth away from upper contact.  Fine grained disseminated PY
visible in moderate to high concentration accompanied with SER alteration.
Otherwise, trace PY.  CAR fracture fillings present in low concentration.  Rock is
very soft with patchy moderate magnetism.
Interval of interest
214.3-218.9m - Weak SER alteration decreasing with depth from upper contact
with ISO.  3-4% f.g. disseminated PY.

229.60 239.40 LLO, LAMPROPHYRE
COARSE GRAINED BIOTITE LAMPROPHYRE -
Rock is dark grey to black.  Biotite booklets can get up to 1cm in width.  Distinct
upper contact 30 degrees TCA.  Weak HE alteration present around CAR fracture
fillings very infrequent.  HE also blebby near top of interval decreasing with
depth.  PY is visible around CAR fracture fillings and biotite booklets in low
concentration.  Rock is soft with no magnetism.

239.40 297.30 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC ROCK -
Rock is dark grey to black.  Aphanitic.  Distinct upper contact 15-20 degrees
TCA.  Pervasive CHL alteration present with minor TAL around CAR fracture
fillings.  Trace amounts of PY.  CAR fracture fillings present throughout in
moderate concentration and at all angles.  Minor faulting present at depth.
Minor mafic intrusion also present at depth.  Rock is very soft with
semi-pervasive moderate magnetism.  Syenite comes in between 295.5-297.3m

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487420 106.80 107.80 0.0120
E5487421 107.80 108.80 0.0040
E5487422 108.80 109.80 0.0050
E5487423 109.80 110.70 0.0480
E5487424 110.70 111.70 2.6000
E5487426 111.70 112.60 0.5610
E5487427 112.60 113.60 0.7330
E5487428 113.60 114.90 0.7000
E5487429 114.90 115.70 0.9110
E5487430 115.70 116.40 0.5950
E5487431 116.40 117.00 0.0280
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Hole Number: HP13-004                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487432 117.00 117.90 0.0690
E5487433 117.90 118.50 0.2110
E5487434 118.50 119.20 0.2920
E5487436 119.20 120.00 1.4400
E5487437 120.00 121.00 0.0330
E5487438 121.00 122.10 0.0250
E5487439 122.10 123.50 0.0140
E5487440 123.50 124.90 0.0290
E5487441 124.90 126.00 0.0150
E5487442 126.00 127.50 0.0880
E5487443 127.50 129.00 0.1430
E5487444 129.00 130.50 0.0150
E5487446 130.50 131.50 0.0070
E5487447 131.50 132.50 0.0080
E5487448 132.50 133.50 0.0500
E5487449 133.50 134.50 0.0170
E5487450 134.50 135.60 0.0130
E5487451 135.60 136.70 0.1020
E5487452 136.70 138.00 0.0880
E5487453 138.00 139.50 0.0790
E5487454 139.50 141.00 0.0200
E5487456 141.00 142.50 0.0220
E5487457 142.50 144.00 0.0155
E5487458 144.00 145.50 0.0200
E5487459 145.50 147.00 0.0550
E5487460 147.00 148.50 0.0390
E5487461 148.50 149.50 0.0050
E5487462 149.50 150.30 0.0060
E5487463 150.30 151.50 0.0170
E5487464 151.50 153.00 0.0240
E5487466 153.00 154.50 0.0710
E5487467 154.50 156.00 0.0100
E5487468 156.00 157.50 0.0220
E5487469 157.50 159.00 0.1300
E5487470 159.00 160.50 0.0229
E5487471 160.50 162.00 0.8230
E5487472 162.00 163.50 0.0650
E5487473 163.50 165.00 0.0050
E5487474 165.00 166.40 0.0130
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Hole Number: HP13-004                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487476 166.40 166.80 0.0080
E5487477 166.80 168.00 0.0560
E5487478 168.00 169.50 0.0120
E5487479 169.50 171.00 0.1000
E5487480 171.00 172.50 0.0370
E5487481 172.50 174.00 0.0270
E5487482 174.00 175.50 0.0132
E5487483 175.50 177.00 0.0280
E5487484 177.00 178.50 0.0220
E5487486 178.50 179.40 0.0170
E5487487 179.40 180.20 0.0160
E5487488 180.20 180.70 0.0940
E5487489 180.70 181.50 0.1270
E5487490 181.50 183.00 0.0380
E5487491 183.00 184.50 0.1140
E5487492 184.50 186.00 0.0420
E5487493 186.00 187.20 0.0270
E5487494 187.20 188.20 0.0300
E5487496 188.20 189.00 1.6800
E5487497 189.00 189.90 0.3300
E5487498 189.90 190.90 0.2670
E5487499 190.90 192.10 0.0650
E5487500 192.10 193.00 0.0650
E5487501 193.00 193.70 0.0350
E5487502 193.70 194.40 0.0830
E5487503 194.40 195.00 0.0560
E5487504 195.00 196.40 0.1140
E5487506 196.40 197.20 0.1180
E5487507 197.20 198.20 0.0589
E5487508 198.20 199.30 0.2570
E5487509 199.30 200.40 0.1030
E5487510 200.40 201.60 0.0280
E5487511 201.60 202.90 0.0680
E5487512 202.90 204.00 0.0370
E5487513 204.00 205.30 0.0980
E5487514 205.30 206.60 0.2990
E5487516 206.60 207.70 0.2520
E5487517 207.70 208.30 0.1700
E5487518 208.30 209.60 0.2160
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Hole Number: HP13-004                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487519 209.60 211.10 0.3310
E5487521 211.10 212.60 0.6310
E5487522 212.60 214.30 0.2890
E5487523 214.30 214.90 0.8620
E5487524 214.90 215.70 0.0420
E5487525 215.70 216.80 0.0140
E5487526 216.80 217.80 0.0150
E5487528 217.80 218.90 0.0216
E5487529 218.90 220.00 0.1190
E5487530 220.00 221.00 0.1750
E5487531 221.00 222.00 0.0390
E5487532 222.00 223.00 0.0520
E5487533 223.00 224.10 0.0860
E5487534 224.10 225.00 0.0390
E5487536 225.00 226.50 0.0020
E5487537 226.50 227.90 0.0005
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371646.000000 552283.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-005              DDH

Hislop Township

YES L23130

DECIMAL METRIC

212.00 -65.00

pperlock

Garant

0 336.00

Completed: Mar 02, 2013Start Date: Feb 27, 2013

Entered On: Mar 01, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Hole Number: HP13-005                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371646.00 North: Collar Az:

Location: Hislop Township East: 552283.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Feb 27, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 02, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-65.00

212.00

336.00

0.00

336.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first actual reading 27.00 mag field=5573215.70 215.70-65.50 -65.50EZ Shot OK EZ Shot OK

50.00 mag field=5553 99.00 mag field=5571218.00 219.10-65.50 -65.00EZ Shot OK EZ Shot OK

150.00 mag field=5512 201.00 mag field=5548220.10 215.10-65.00 -65.00EZ Shot OK EZ Shot OK

249.00 mag field=5644 300.00 mag field=5462217.60 216.50-64.70 -64.70EZ Shot OK EZ Shot OK

336.00 mag field=5632219.30 -64.10 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 9.00 HPO, OVERBURDEN
Casing for ~6m.  ~3m of core recovered, mostly solid core with little rubble.
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Hole Number: HP13-005                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

9.00 60.20 VMV, MAFIC VOLCANIC VARIOLITIC E5487538 9.00 10.50 1.50 0.05
E5487539 10.50 12.00 1.50 0.09
E5487540 12.00 13.50 1.50 0.30
E5487541 13.50 15.00 1.50 0.12
E5487542 15.00 16.50 1.50 0.20
E5487543 16.50 18.00 1.50 0.12
E5487544 18.00 19.50 1.50 0.04
E5487545 19.50 20.50 1.00 0.01
E5487546 20.50 21.40 0.90 0.04
E5487547 21.40 22.10 0.70 0.28
E5487548 22.10 23.00 0.90 0.08
E5487549 23.00 24.00 1.00 0.01
E5487551 24.00 25.50 1.50 0.08
E5487552 25.50 27.00 1.50 0.04
E5487553 27.00 27.80 0.80 0.25
E5487554 27.80 28.60 0.80 0.67
E5487555 28.60 30.00 1.40 0.01
E5487556 30.00 31.00 1.00 0.02
E5487557 31.00 32.00 1.00 0.29
E5487558 32.00 33.00 1.00 0.12
E5487559 33.00 34.00 1.00 0.14
E5487561 34.00 35.00 1.00 0.01
E5487562 35.00 36.10 1.10 0.01
E5487563 36.10 37.50 1.40 0.59
E5487564 37.50 39.00 1.50 0.15
E5487565 39.00 39.70 0.70 0.04
E5487566 39.70 41.00 1.30 0.01
E5487567 41.00 42.00 1.00 0.00
E5487568 42.00 43.50 1.50 0.01
E5487569 43.50 45.00 1.50 0.01
E5487571 45.00 46.50 1.50 0.09
E5487572 46.50 48.00 1.50 0.02
E5487573 48.00 48.80 0.80 0.01
E5487574 48.80 49.20 0.40 0.06
E5487575 49.20 50.00 0.80 0.12
E5487576 50.00 51.00 1.00 0.02
E5487577 51.00 52.50 1.50 0.02
E5487578 52.50 54.00 1.50 0.08
E5487579 54.00 55.50 1.50 0.03
E5487580 55.50 57.00 1.50 0.02
E5487582 57.00 58.50 1.50 0.08
E5487583 58.50 59.50 1.00 0.04
E5487584 59.50 60.20 0.70 0.00

The rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include weak hematite, weak to strong albite, and weak silicification.
Pyrite concentrations vary with patches of 0.5% and patches of 1-3% and tend
to be vf-fg and mostly fracture controlled.  Veining consists of 1-2% CAR
stringers, fracture fillings and veinlets.
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Hole Number: HP13-005                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

60.20 76.80 VMX, MAFIC BRECCIA E5487585 60.20 61.70 1.50 0.03
E5487586 61.70 62.20 0.50 0.54
E5487587 62.20 63.70 1.50 0.05
E5487588 63.70 65.20 1.50 0.05
E5487589 65.20 66.70 1.50 0.16
E5487591 66.70 67.70 1.00 0.17
E5487592 67.70 68.70 1.00 0.02
E5487593 68.70 69.60 0.90 0.09
E5487594 69.60 70.60 1.00 0.02
E5487595 70.60 72.00 1.40 0.06
E5487596 72.00 72.90 0.90 0.17
E5487597 72.90 73.40 0.50 0.68
E5487598 73.40 74.30 0.90 0.02
E5487599 74.30 75.20 0.90 0.03
E5487601 75.20 76.00 0.80 0.02
E5487602 76.00 76.80 0.80 0.01

Rock is fine-grained/aphanitic and strongly brecciated throughout.  It is dark grey
in color with intervals of pinkish red and pale yellowy green.  Patchy alterations
include weak to moderate hematite, weak sericite, weak to strong albite and
weak silicification.  Overall there is ~1-3% vfg disseminated and fracture filling
pyrite.  Pyrite is mostly located in local concentrations of ~3-5% over 5-50cm
and is mostly associated with albite altertion.  There is ~1-2% CAR veinlets,
brecciated veinlets, stringers and fracture fillings overall.  The rock is hard and is
non-magnetic.
Entire interval is of interest.
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Hole Number: HP13-005                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

76.80 175.10 VMM, MAFIC VOLCANIC MASSIVE E5487603 76.80 78.00 1.20 0.01
E5487604 78.00 79.40 1.40 0.01
E5487605 79.40 80.50 1.10 0.02
E5487606 80.50 81.50 1.00 0.02
E5487607 81.50 82.50 1.00 0.02
E5487608 82.50 83.50 1.00 0.01
E5487609 83.50 85.00 1.50 0.01
E5487611 85.00 86.50 1.50 0.06
E5487612 86.50 88.00 1.50 0.04
E5487613 88.00 88.70 0.70 0.02
E5487614 88.70 90.00 1.30 0.03
E5487615 90.00 90.80 0.80 0.06
E5487616 90.80 92.20 1.40 0.01
E5487617 92.20 93.70 1.50 0.01
E5487618 93.70 94.60 0.90 0.02
E5487619 94.60 96.00 1.40 0.02
E5487621 96.00 97.00 1.00 0.05
E5487622 97.00 98.20 1.20 0.15
E5487623 98.20 99.00 0.80 0.06
E5487624 99.00 99.80 0.80 0.47
E5487625 99.80 100.50 0.70 0.11
E5487626 100.50 101.40 0.90 0.01
E5487627 101.40 102.00 0.60 0.03
E5487628 102.00 102.90 0.90 0.01
E5487629 102.90 104.10 1.20 0.01
E5487631 104.10 105.60 1.50 0.45
E5487632 105.60 106.40 0.80 0.13
E5487633 106.40 107.30 0.90 0.05
E5487634 107.30 108.00 0.70 0.02
E5487635 108.00 109.50 1.50 0.01
E5487636 109.50 111.00 1.50 0.01
E5487637 111.00 112.50 1.50 0.01
E5487638 112.50 114.00 1.50 0.02
E5487639 114.00 115.10 1.10 0.02
E5487641 115.10 115.60 0.50 0.58
E5487642 115.60 117.00 1.40 0.10
E5487643 117.00 118.50 1.50 0.06
E5487644 118.50 120.00 1.50 0.02
E5487645 120.00 121.20 1.20 0.03
E5487646 121.20 122.40 1.20 0.01
E5487647 122.40 123.60 1.20 0.11
E5487648 123.60 123.90 0.30 1.48
E5487649 123.90 125.20 1.30 0.04

Rock is fine-grained/aphanitic and is mostly deep purple, deep green with
patches of light grey to beige or dark grey with a green tint.  Patchy alterations
include weak to moderate hematite, weak sericite, weak to strong albite, weak to
moderate silica and weak leuceoxene.  Pyrite concentration ranges from trace to
1% vfg disseminated and fracture filling for the majority of the interval with local
concentrations ranging from 2% to 7% over patches ranging in size from 30cm
to 1m.  Veining consists of ~3-5% CAR veinlets, stringers and fracture fillings
with minor amounts of QTZ/CAR veinlets.  There are large patches of strong
brecciation throughout the interval.  The rock is hard and has patchy strong
magnetism.
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Hole Number: HP13-005                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5487651 125.20 126.00 0.80 0.20
E5487652 126.00 126.50 0.50 0.19
E5487653 126.50 127.20 0.70 0.13
E5487654 127.20 128.10 0.90 0.21
E5487655 128.10 129.00 0.90 0.03
E5487656 129.00 130.50 1.50 0.02
E5487657 130.50 132.00 1.50 0.00
E5487658 132.00 133.10 1.10 0.04
E5487659 133.10 133.40 0.30 0.07
E5487661 133.40 134.50 1.10 0.02
E5487662 134.50 135.50 1.00 0.03
E5487663 135.50 136.50 1.00 0.03
E5487664 136.50 138.00 1.50 0.01
E5487665 138.00 139.50 1.50 0.01
E5487666 139.50 141.00 1.50 0.01
E5487667 141.00 142.50 1.50 0.01
E5487668 142.50 144.00 1.50 0.01
E5487669 144.00 145.50 1.50 0.01
E5487671 145.50 147.00 1.50 0.04
E5487672 147.00 148.50 1.50 0.01
E5487673 148.50 150.00 1.50 0.02
E5487674 150.00 151.50 1.50 0.05
E5487675 151.50 153.00 1.50 0.05
E5487676 153.00 154.50 1.50 0.05
E5487677 154.50 156.00 1.50 0.37
E5487678 156.00 157.50 1.50 0.06
E5487679 157.50 159.00 1.50 0.04
E5487681 159.00 160.50 1.50 0.24
E5487682 160.50 162.00 1.50 0.02
E5487683 162.00 162.60 0.60 0.22
E5487684 162.60 164.00 1.40 0.03
E5487685 164.00 165.00 1.00 0.06
E5487686 165.00 166.50 1.50 0.03
E5487687 166.50 168.00 1.50 0.29
E5487688 168.00 169.50 1.50 0.03
E5487689 169.50 171.00 1.50 0.04
E5487691 171.00 172.50 1.50 0.20
E5487692 172.50 174.00 1.50 0.10
E5487693 174.00 175.10 1.10 0.07
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Hole Number: HP13-005                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

175.10 223.30 VMM, MAFIC VOLCANIC MASSIVE E5487694 175.10 176.00 0.90 0.24
E5487695 176.00 177.00 1.00 0.29
E5487696 177.00 178.50 1.50 0.14
E5487697 178.50 180.00 1.50 0.73
E5487698 180.00 181.50 1.50 0.03
E5487699 181.50 183.00 1.50 0.02
E5487700 183.00 184.50 1.50 0.05
E5487702 184.50 185.70 1.20 1.07
E5487703 185.70 186.50 0.80 0.06
E5487704 186.50 187.50 1.00 0.06
E5487705 187.50 189.00 1.50 0.01
E5487706 189.00 190.50 1.50 0.02
E5487707 190.50 191.50 1.00 0.06
E5487708 191.50 192.30 0.80 0.12
E5487709 192.30 193.30 1.00 0.20
E5487711 193.30 194.00 0.70 0.14
E5487712 194.00 195.00 1.00 0.20
E5487713 195.00 196.50 1.50 0.05
E5487714 196.50 197.30 0.80 0.24
E5487715 197.30 199.00 1.70 0.80
E5487716 199.00 200.00 1.00 0.70
E5487717 200.00 201.00 1.00 0.09
E5487718 201.00 202.50 1.50 0.17
E5487719 202.50 203.40 0.90 0.18
E5487721 203.40 205.20 1.80 0.13
E5487722 205.20 206.00 0.80 0.07
E5487723 206.00 207.00 1.00 0.08
E5487724 207.00 208.50 1.50 0.02
E5487725 208.50 210.00 1.50 0.12
E5487726 210.00 211.50 1.50 0.05
E5487727 211.50 213.00 1.50 0.06
E5487728 213.00 214.50 1.50 0.07
E5487729 214.50 216.00 1.50 0.06
E5487731 216.00 217.50 1.50 0.05
E5487732 217.50 219.00 1.50 0.06
E5487733 219.00 220.50 1.50 0.11
E5487734 220.50 222.00 1.50 0.03
E5487735 222.00 223.30 1.30 0.03

Rock is dark purple to light pink in color.  There is weak to strong patchy
hematite throughout as well as weak patchy epidote and weak patchy sericite.
Trace vfg disseminated and fracture filling pyrite throughout.  Veining consist of
3-5% CAR stringers and veinlets with minor amounts of QTZ/CAR veinlets.
There are small patches of moderate to strong brecciation.  The rock is hard and
non-magnetic.
Minor Lithologies:
192.3-193.3: ISO. Pervasive strong albite and silicification, trace PY, 2-3% CAR
stringers.
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Hole Number: HP13-005                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

223.30 264.10 ISO, SYENITIC INTRUSIVE E5487736 223.30 224.80 1.50 0.03
E5487737 224.80 226.00 1.20 0.02
E5487738 226.00 227.00 1.00 0.01
E5487739 227.00 228.00 1.00 0.02
E5487741 228.00 229.00 1.00 0.06
E5487742 229.00 230.00 1.00 0.03
E5487743 230.00 231.00 1.00 0.02
E5487744 231.00 232.50 1.50 0.01
E5487745 232.50 233.90 1.40 0.03
E5487746 233.90 235.00 1.10 0.03
E5487747 235.00 236.00 1.00 0.03
E5487748 236.00 237.00 1.00 0.07
E5487749 237.00 237.80 0.80 0.02
E5487751 237.80 238.60 0.80 0.03
E5487752 238.60 239.50 0.90 0.04
E5487753 239.50 240.10 0.60 0.05
E5487754 240.10 241.00 0.90 0.02
E5487755 241.00 242.00 1.00 0.03
E5487756 242.00 243.20 1.20 0.02
E5487757 243.20 244.00 0.80 0.02
E5487758 244.00 245.00 1.00 0.05
E5487759 245.00 245.80 0.80 0.12
E5487761 245.80 246.80 1.00 0.93
E5487762 246.80 247.80 1.00 0.29
E5487763 247.80 248.80 1.00 0.21
E5487764 248.80 249.80 1.00 0.44
E5487765 249.80 250.30 0.50 0.51
E5487766 250.30 251.80 1.50 0.74
E5487767 251.80 253.10 1.30 0.40
E5487768 253.10 254.00 0.90 0.41
E5487769 254.00 255.00 1.00 0.35
E5487771 255.00 256.50 1.50 1.00
E5487772 256.50 258.00 1.50 0.04
E5487773 258.00 258.80 0.80 0.09
E5487774 258.80 259.50 0.70 0.03
E5487775 259.50 261.00 1.50 0.04
E5487776 261.00 262.30 1.30 0.05
E5487777 262.30 263.00 0.70 0.05
E5487778 263.00 264.10 1.10 0.08

The rock is medium to coarse grained and alternates in color from salmon pink to
yellowy green.  There is weak to strong pervasive silicification throughout.
Patchy alterations include moderate albite, weak to moderate epidote and weak
hematite.  There is ~1% vfg fracture filling pyrite overall.  Veining consists of
~1% high angle QTZ/CAR veinlets and stringers.  The rock is ranges from hard
to very hard and is non-magnetic.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

264.10 279.20 VMM, MAFIC VOLCANIC MASSIVE E5487779 264.10 265.20 1.10 0.13
E5487781 265.20 266.50 1.30 0.02
E5487782 266.50 267.50 1.00 0.07
E5487783 267.50 268.50 1.00 0.03
E5487784 268.50 270.00 1.50 0.06
E5487785 270.00 271.50 1.50 0.41
E5487786 271.50 273.00 1.50 0.11
E5487787 273.00 274.50 1.50 0.08
E5487788 274.50 276.00 1.50 0.10
E5487789 276.00 277.50 1.50 0.31
E5487791 277.50 278.50 1.00 0.28
E5487792 278.50 279.20 0.70 0.27

Distinct UC, 80-90 deg TCA.  The rock is fine grained/aphanitic and is medium to
light grey with a light green tint.  Patchy alterations include weak to moderate
hematite, weak to moderate epdote, and weak sericite.  Trace vfg disseminated
and fracture filling pyrite is present, including a small concentration at the LC.
Veining consists of 3-4% high angled CAR veinlets and stringers.  The rock is
hard and is non-magnetic.

279.20 286.60 ISO, SYENITIC INTRUSIVE E5487793 279.20 280.20 1.00 0.66
E5487794 280.20 281.30 1.10 1.27
E5487795 281.30 282.00 0.70 3.06
E5487796 282.00 283.00 1.00 2.68
E5487797 283.00 284.00 1.00 0.85
E5487798 284.00 285.00 1.00 0.05
E5487799 285.00 285.70 0.70 0.39
E5487801 285.70 286.20 0.50 0.23
E5487802 286.20 286.60 0.40 5.15

Ther rock is medium to coarse grained and is a deep purpley red.  Hematite
alteration is moderate and is semi-pervasive to pervasive.  Other patchy
alterations include weak to moderate epdiote, weak sericite and moderate to
strong silicification.  There is ~1-2% vfg fracture filling pyrite throughout.
Veining consists of ~1% CAR veinlets and stringers as well as one QTZ/CAR
vein/veinlet.  The rock is hard and non-magnetic.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

286.60 336.00 VUO, ULTRAMAFIC VOLCANIC E5487803 286.60 288.10 1.50 0.73
E5487804 288.10 288.70 0.60 1.35
E5487805 288.70 290.10 1.40 1.37
E5487806 290.10 291.00 0.90 0.33
E5487807 291.00 292.10 1.10 0.05
E5487808 292.10 293.50 1.40 0.11
E5487809 293.50 294.90 1.40 0.03
E5487811 294.90 295.70 0.80 0.01
E5487812 295.70 297.10 1.40 0.00
E5487813 297.10 298.60 1.50 0.02
E5487814 298.60 299.40 0.80 0.02
E5487815 299.40 300.20 0.80 0.00
E5487816 300.20 301.00 0.80 0.01
E5487817 301.00 302.50 1.50 0.00
E5487818 302.50 303.20 0.70 0.00
E5487819 303.20 304.10 0.90 0.01
E5487821 304.10 304.80 0.70 0.01
E5487822 304.80 306.00 1.20 0.01
E5487823 306.00 307.00 1.00 0.00
E5487824 307.00 308.20 1.20 0.01
E5487825 308.20 308.70 0.50 0.01
E5487826 308.70 309.70 1.00 0.04
E5487827 309.70 311.00 1.30 0.01
E5487828 311.00 312.00 1.00 0.01
E5487829 312.00 312.80 0.80 0.02
E5487831 312.80 313.60 0.80 0.07
E5487832 313.60 315.00 1.40 0.01
E5487833 315.00 316.50 1.50 0.01
E5487834 316.50 318.00 1.50 0.01
E5487835 318.00 319.50 1.50 0.02
E5487836 319.50 321.00 1.50 0.16
E5487837 321.00 322.50 1.50 0.01
E5487838 322.50 323.20 0.70 0.01
E5487839 323.20 323.90 0.70 0.02
E5487841 323.90 324.50 0.60 0.00
E5487842 324.50 325.50 1.00 0.00
E5487843 325.50 327.00 1.50 0.01
E5487844 327.00 328.50 1.50 0.23
E5487845 328.50 330.00 1.50 0.00
E5487846 330.00 331.50 1.50 0.02
E5487847 331.50 333.00 1.50 0.00
E5487848 333.00 334.50 1.50 0.00
E5487849 334.50 336.00 1.50 0.00

The rock is dark grey to black with strong pervasive chlorite.  Other patchy
alterations include, weak to moderate talc, weak hematite, and weak serpentine.
There is ~0.5-1% fg disseminated pyrite overall, with local concentrations of
2-4% over 40-70cm as well 2-3% over the first 4m.  Higher concentrations of
QTZ/CAR veinlets as well as CAR veinlets and fracture fillings occur over the first
4m.  After that veining fluctuates between moderate and low concentrations and
is mostly CAR veinlets, stringers and fracture fillings.  There are small patches of
pervasively hematite altered IMO throughout the unit ranging from 5-70cm in
size.The rock is soft and is strongly magnetic.
Interval of interest:
323.2-323.9m: Weakly silicified, 4-5% fg dissem PY, 8-10% QTZ veinlets.
Minor Lithologies:
288.7-290.1m: IMO. Strongly brecciated. Moderate pervasive hematite, 2-3%
vf-fg dissem PY, 15-20% QTZ/CAR and CAR veinlets+fracture fillings.
298.6-299.4m: IMO. Weak pervasive hematite, trace PY, no veining.
304.1-304.8m: IMO. Moderate pervasive hematite, trace PY, <1% CAR stringers.
312.6-321m: ZFZ 0-5 deg TCA.
293.9m, 295.5m, 325.3m: 10-20cm fault gouges.
EOH
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Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487538 9.00 10.50 0.0510
E5487539 10.50 12.00 0.0920
E5487540 12.00 13.50 0.2980
E5487541 13.50 15.00 0.1180
E5487542 15.00 16.50 0.1980
E5487543 16.50 18.00 0.1170
E5487544 18.00 19.50 0.0420
E5487545 19.50 20.50 0.0100
E5487546 20.50 21.40 0.0350
E5487547 21.40 22.10 0.2830
E5487548 22.10 23.00 0.0830
E5487549 23.00 24.00 0.0100
E5487551 24.00 25.50 0.0810
E5487552 25.50 27.00 0.0360
E5487553 27.00 27.80 0.2510
E5487554 27.80 28.60 0.6700
E5487555 28.60 30.00 0.0110
E5487556 30.00 31.00 0.0215
E5487557 31.00 32.00 0.2870
E5487558 32.00 33.00 0.1150
E5487559 33.00 34.00 0.1440
E5487561 34.00 35.00 0.0070
E5487562 35.00 36.10 0.0140
E5487563 36.10 37.50 0.5890
E5487564 37.50 39.00 0.1480
E5487565 39.00 39.70 0.0360
E5487566 39.70 41.00 0.0100
E5487567 41.00 42.00 0.0040
E5487568 42.00 43.50 0.0126
E5487569 43.50 45.00 0.0050
E5487571 45.00 46.50 0.0920
E5487572 46.50 48.00 0.0150
E5487573 48.00 48.80 0.0070
E5487574 48.80 49.20 0.0630
E5487575 49.20 50.00 0.1160
E5487576 50.00 51.00 0.0210
E5487577 51.00 52.50 0.0160
E5487578 52.50 54.00 0.0830
E5487579 54.00 55.50 0.0290
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Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487580 55.50 57.00 0.0150
E5487582 57.00 58.50 0.0810
E5487583 58.50 59.50 0.0410
E5487584 59.50 60.20 0.0010
E5487585 60.20 61.70 0.0320
E5487586 61.70 62.20 0.5425
E5487587 62.20 63.70 0.0460
E5487588 63.70 65.20 0.0460
E5487589 65.20 66.70 0.1550
E5487591 66.70 67.70 0.1690
E5487592 67.70 68.70 0.0240
E5487593 68.70 69.60 0.0930
E5487594 69.60 70.60 0.0190
E5487595 70.60 72.00 0.0590
E5487596 72.00 72.90 0.1680
E5487597 72.90 73.40 0.6755
E5487598 73.40 74.30 0.0220
E5487599 74.30 75.20 0.0280
E5487601 75.20 76.00 0.0200
E5487602 76.00 76.80 0.0130
E5487603 76.80 78.00 0.0100
E5487604 78.00 79.40 0.0090
E5487605 79.40 80.50 0.0150
E5487606 80.50 81.50 0.0210
E5487607 81.50 82.50 0.0160
E5487608 82.50 83.50 0.0080
E5487609 83.50 85.00 0.0110
E5487611 85.00 86.50 0.0600
E5487612 86.50 88.00 0.0440
E5487613 88.00 88.70 0.0240
E5487614 88.70 90.00 0.0320
E5487615 90.00 90.80 0.0610
E5487616 90.80 92.20 0.0110
E5487617 92.20 93.70 0.0110
E5487618 93.70 94.60 0.0160
E5487619 94.60 96.00 0.0200
E5487621 96.00 97.00 0.0535
E5487622 97.00 98.20 0.1480
E5487623 98.20 99.00 0.0640
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Hole Number: HP13-005                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487624 99.00 99.80 0.4660
E5487625 99.80 100.50 0.1050
E5487626 100.50 101.40 0.0100
E5487627 101.40 102.00 0.0290
E5487628 102.00 102.90 0.0050
E5487629 102.90 104.10 0.0060
E5487631 104.10 105.60 0.4450
E5487632 105.60 106.40 0.1320
E5487633 106.40 107.30 0.0510
E5487634 107.30 108.00 0.0150
E5487635 108.00 109.50 0.0110
E5487636 109.50 111.00 0.0100
E5487637 111.00 112.50 0.0140
E5487638 112.50 114.00 0.0220
E5487639 114.00 115.10 0.0210
E5487641 115.10 115.60 0.5790
E5487642 115.60 117.00 0.0960
E5487643 117.00 118.50 0.0630
E5487644 118.50 120.00 0.0170
E5487645 120.00 121.20 0.0320
E5487646 121.20 122.40 0.0140
E5487647 122.40 123.60 0.1060
E5487648 123.60 123.90 1.4750
E5487649 123.90 125.20 0.0440
E5487651 125.20 126.00 0.2000
E5487652 126.00 126.50 0.1930
E5487653 126.50 127.20 0.1260
E5487654 127.20 128.10 0.2060
E5487655 128.10 129.00 0.0300
E5487656 129.00 130.50 0.0150
E5487657 130.50 132.00 0.0040
E5487658 132.00 133.10 0.0350
E5487659 133.10 133.40 0.0720
E5487661 133.40 134.50 0.0190
E5487662 134.50 135.50 0.0320
E5487663 135.50 136.50 0.0290
E5487664 136.50 138.00 0.0100
E5487665 138.00 139.50 0.0060
E5487666 139.50 141.00 0.0070
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Hole Number: HP13-005                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487667 141.00 142.50 0.0080
E5487668 142.50 144.00 0.0100
E5487669 144.00 145.50 0.0070
E5487671 145.50 147.00 0.0370
E5487672 147.00 148.50 0.0110
E5487673 148.50 150.00 0.0196
E5487674 150.00 151.50 0.0470
E5487675 151.50 153.00 0.0500
E5487676 153.00 154.50 0.0480
E5487677 154.50 156.00 0.3670
E5487678 156.00 157.50 0.0550
E5487679 157.50 159.00 0.0390
E5487681 159.00 160.50 0.2390
E5487682 160.50 162.00 0.0240
E5487683 162.00 162.60 0.2190
E5487684 162.60 164.00 0.0340
E5487685 164.00 165.00 0.0560
E5487686 165.00 166.50 0.0290
E5487687 166.50 168.00 0.2910
E5487688 168.00 169.50 0.0330
E5487689 169.50 171.00 0.0350
E5487691 171.00 172.50 0.2020
E5487692 172.50 174.00 0.1020
E5487693 174.00 175.10 0.0650
E5487694 175.10 176.00 0.2430
E5487695 176.00 177.00 0.2890
E5487696 177.00 178.50 0.1410
E5487697 178.50 180.00 0.7290
E5487698 180.00 181.50 0.0325
E5487699 181.50 183.00 0.0200
E5487700 183.00 184.50 0.0520
E5487702 184.50 185.70 1.0700
E5487703 185.70 186.50 0.0640
E5487704 186.50 187.50 0.0610
E5487705 187.50 189.00 0.0120
E5487706 189.00 190.50 0.0240
E5487707 190.50 191.50 0.0570
E5487708 191.50 192.30 0.1200
E5487709 192.30 193.30 0.2010
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Hole Number: HP13-005                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487711 193.30 194.00 0.1445
E5487712 194.00 195.00 0.1950
E5487713 195.00 196.50 0.0520
E5487714 196.50 197.30 0.2420
E5487715 197.30 199.00 0.7980
E5487716 199.00 200.00 0.6960
E5487717 200.00 201.00 0.0910
E5487718 201.00 202.50 0.1720
E5487719 202.50 203.40 0.1820
E5487721 203.40 205.20 0.1270
E5487722 205.20 206.00 0.0720
E5487723 206.00 207.00 0.0795
E5487724 207.00 208.50 0.0240
E5487725 208.50 210.00 0.1170
E5487726 210.00 211.50 0.0530
E5487727 211.50 213.00 0.0570
E5487728 213.00 214.50 0.0690
E5487729 214.50 216.00 0.0590
E5487731 216.00 217.50 0.0510
E5487732 217.50 219.00 0.0620
E5487733 219.00 220.50 0.1090
E5487734 220.50 222.00 0.0320
E5487735 222.00 223.30 0.0290
E5487736 223.30 224.80 0.0315
E5487737 224.80 226.00 0.0240
E5487738 226.00 227.00 0.0130
E5487739 227.00 228.00 0.0180
E5487741 228.00 229.00 0.0610
E5487742 229.00 230.00 0.0265
E5487743 230.00 231.00 0.0150
E5487744 231.00 232.50 0.0130
E5487745 232.50 233.90 0.0270
E5487746 233.90 235.00 0.0310
E5487747 235.00 236.00 0.0310
E5487748 236.00 237.00 0.0660
E5487749 237.00 237.80 0.0240
E5487751 237.80 238.60 0.0320
E5487752 238.60 239.50 0.0390
E5487753 239.50 240.10 0.0460
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Hole Number: HP13-005                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487754 240.10 241.00 0.0235
E5487755 241.00 242.00 0.0310
E5487756 242.00 243.20 0.0210
E5487757 243.20 244.00 0.0190
E5487758 244.00 245.00 0.0520
E5487759 245.00 245.80 0.1210
E5487761 245.80 246.80 0.9310
E5487762 246.80 247.80 0.2890
E5487763 247.80 248.80 0.2060
E5487764 248.80 249.80 0.4380
E5487765 249.80 250.30 0.5100
E5487766 250.30 251.80 0.7410
E5487767 251.80 253.10 0.3980
E5487768 253.10 254.00 0.4060
E5487769 254.00 255.00 0.3470
E5487771 255.00 256.50 1.0000
E5487772 256.50 258.00 0.0400
E5487773 258.00 258.80 0.0860
E5487774 258.80 259.50 0.0280
E5487775 259.50 261.00 0.0380
E5487776 261.00 262.30 0.0470
E5487777 262.30 263.00 0.0530
E5487778 263.00 264.10 0.0820
E5487779 264.10 265.20 0.1305
E5487781 265.20 266.50 0.0230
E5487782 266.50 267.50 0.0720
E5487783 267.50 268.50 0.0310
E5487784 268.50 270.00 0.0570
E5487785 270.00 271.50 0.4120
E5487786 271.50 273.00 0.1050
E5487787 273.00 274.50 0.0780
E5487788 274.50 276.00 0.0950
E5487789 276.00 277.50 0.3140
E5487791 277.50 278.50 0.2780
E5487792 278.50 279.20 0.2690
E5487793 279.20 280.20 0.6580
E5487794 280.20 281.30 1.2700
E5487795 281.30 282.00 3.0600
E5487796 282.00 283.00 2.6800
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Hole Number: HP13-005                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487797 283.00 284.00 0.8520
E5487798 284.00 285.00 0.0500
E5487799 285.00 285.70 0.3870
E5487801 285.70 286.20 0.2320
E5487802 286.20 286.60 5.1500
E5487803 286.60 288.10 0.7340
E5487804 288.10 288.70 1.3500
E5487805 288.70 290.10 1.3700
E5487806 290.10 291.00 0.3300
E5487807 291.00 292.10 0.0515
E5487808 292.10 293.50 0.1100
E5487809 293.50 294.90 0.0310
E5487811 294.90 295.70 0.0100
E5487812 295.70 297.10 0.0020
E5487813 297.10 298.60 0.0200
E5487814 298.60 299.40 0.0170
E5487815 299.40 300.20 0.0020
E5487816 300.20 301.00 0.0060
E5487817 301.00 302.50 0.0040
E5487818 302.50 303.20 0.0030
E5487819 303.20 304.10 0.0050
E5487821 304.10 304.80 0.0120
E5487822 304.80 306.00 0.0060
E5487823 306.00 307.00 0.0030
E5487824 307.00 308.20 0.0060
E5487825 308.20 308.70 0.0100
E5487826 308.70 309.70 0.0390
E5487827 309.70 311.00 0.0110
E5487828 311.00 312.00 0.0080
E5487829 312.00 312.80 0.0200
E5487831 312.80 313.60 0.0670
E5487832 313.60 315.00 0.0110
E5487833 315.00 316.50 0.0050
E5487834 316.50 318.00 0.0110
E5487835 318.00 319.50 0.0200
E5487836 319.50 321.00 0.1570
E5487837 321.00 322.50 0.0050
E5487838 322.50 323.20 0.0070
E5487839 323.20 323.90 0.0240
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Hole Number: HP13-005                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487841 323.90 324.50 0.0030
E5487842 324.50 325.50 0.0040
E5487843 325.50 327.00 0.0060
E5487844 327.00 328.50 0.2330
E5487845 328.50 330.00 0.0020
E5487846 330.00 331.50 0.0160
E5487847 331.50 333.00 0.0040
E5487848 333.00 334.50 0.0030
E5487849 334.50 336.00 0.0005



Dec 12, 2013
Page 1 of 1

GRAPHIC SUMMARY REPORT

0

9.00
HPO

9.00

78.20
VMV

78.20

226.40
VMM

226.40

340.90
VMM

340.90

367.60
ISO

367.60

385.80
ZFZ

385.80

456.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371646.000000 552283.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-006              DDH

Hislop Township

YES L23130

DECIMAL METRIC

212.00 -75.00

bhua/pperlock

Garant

Block error occurs @ 60m.  60m placed 1m ahead of intended measurement.  All blocks after
moved back ~1m dependent on spacing between.

0 456.00

Completed: Mar 12, 2013Start Date: Mar 02, 2013

Entered On: Mar 11, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-006                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371646.00 North: Collar Az:

Location: Hislop Township East: 552283.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 02, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 12, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-75.00

212.00

456.00

0.00

456.00

Comments: Block error occurs @ 60m.  60m placed 1m ahead of intended measurement.  All blocks after moved back ~1m dependent on spacing between.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first actual reading 28.00 mag field = 5565206.60 206.60-74.70 -74.70EZ Shot OK EZ Shot OK

50.00 mag field = 5522 99.00 mag field = 5524207.10 219.10-74.70 -74.50EZ Shot OK EZ Shot OK

150.00 mag field = 5569 201.00 mag field = 5493222.80 208.10-74.80 -75.50EZ Shot OK EZ Shot DO

250.00 mag field = 5467 300.00 mag field = 5732210.30 221.70-74.50 -74.20EZ Shot DO EZ Shot OK

351.00 mag field = 5643 402.00 mag field = 5495222.40 208.80-74.30 -74.10EZ Shot OK EZ Shot DO

453.00 mag field = 5661225.60 -74.70 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 9.00 HPO, OVERBURDEN
OVERBURDEN -
9m of casing used.  1.5m of core recovered and VMM/VMV
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Hole Number: HP13-006                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

9.00 78.20 VMV, MAFIC VOLCANIC VARIOLITIC E5487851 60.00 60.80 0.80 0.03
E5487852 60.80 61.10 0.30 0.02
E5487853 61.10 61.90 0.80 0.01
E5487854 61.90 62.80 0.90 0.02
E5487856 62.80 64.20 1.40 0.01
E5487857 64.20 65.20 1.00 0.01
E5487858 65.20 66.00 0.80 0.00
E5487859 66.00 67.20 1.20 0.00
E5487860 67.20 68.20 1.00 0.02
E5487861 68.20 69.40 1.20 0.01
E5487862 69.40 70.40 1.00 0.01
E5487863 70.40 71.00 0.60 0.01
E5487864 71.00 72.00 1.00 0.01
E5487866 72.00 72.80 0.80 0.01
E5487867 72.80 73.80 1.00 0.01
E5487868 73.80 75.10 1.30 0.07
E5487869 75.10 76.40 1.30 0.01
E5487870 76.40 76.80 0.40 0.47
E5487871 76.80 77.40 0.60 0.28
E5487872 77.40 78.20 0.80 0.01

MASSIVE MAFIC FLOW WITH VARIOLES -
Rock is dark grey with patchy green tint.  Aphantic to very fine grained.  HE
alteration is weak to moderate and fracture filling in moderate frequency.
Increased alteration and veining at depth in unit.  PY localized around CAR
fractures over 2-3 cm at most up to 4%, but entire unit as a hole is trace-1%
v.f.g. PY.  Low concentration of CAL and CAR fracture fillings/veinlets increasing
with depth.  .  Rock is hard with strong pervasive magnetism.
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Hole Number: HP13-006                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

78.20 226.40 VMM, MAFIC VOLCANIC MASSIVE E5487873 78.20 79.00 0.80 0.02
E5487874 79.00 79.80 0.80 0.06
E5487876 79.80 81.00 1.20 0.01
E5487877 81.00 82.50 1.50 0.01
E5487878 82.50 84.00 1.50 0.03
E5487879 84.00 85.50 1.50 0.32
E5487880 85.50 87.00 1.50 0.36
E5487881 87.00 88.50 1.50 0.09
E5487882 88.50 90.00 1.50 0.11
E5487883 90.00 91.50 1.50 0.01
E5487884 91.50 93.00 1.50 0.01
E5487886 93.00 94.50 1.50 0.02
E5487887 94.50 96.00 1.50 0.01
E5487888 96.00 97.20 1.20 0.02
E5487889 97.20 98.20 1.00 0.04
E5487890 98.20 99.60 1.40 0.06
E5487891 99.60 100.50 0.90 1.10
E5487892 100.50 101.10 0.60 0.21
E5487893 101.10 101.50 0.40 0.24
E5487894 101.50 102.60 1.10 0.12
E5487896 102.60 103.40 0.80 0.04
E5487897 103.40 104.90 1.50 0.09
E5487898 104.90 106.40 1.50 0.03
E5487899 106.40 107.90 1.50 0.01
E5487900 107.90 109.40 1.50 0.00
E5487901 109.40 110.80 1.40 0.01
E5487902 110.80 111.80 1.00 0.00
E5487903 111.80 112.90 1.10 0.04
E5487904 112.90 113.90 1.00 0.02
E5487905 113.90 114.20 0.30 2.24
E5487907 114.20 114.90 0.70 0.05
E5487908 114.90 116.00 1.10 0.02
E5487909 116.00 116.80 0.80 0.08
E5487910 116.80 117.20 0.40 0.73
E5487911 117.20 118.50 1.30 0.01
E5487912 118.50 119.60 1.10 0.07
E5487913 119.60 120.60 1.00 0.00
E5487914 120.60 121.40 0.80 0.00
E5487915 121.40 122.20 0.80 0.00
E5487917 122.20 123.00 0.80 0.00
E5487918 123.00 124.50 1.50 0.00
E5487919 124.50 125.30 0.80 0.01
E5487920 125.30 126.30 1.00 0.11

MAFIC FLOW WITH INTERMITTENT BLEACHING -
The rock is fine grained/aphanitic and is dark grey with a green tint.  The rock is
not very altered but patchy alterations include weak hematite, weak bleaching,
weak sericite and weak leucoxene.  Pyrite concentration ranges from trace to 1%
throughout and is primarily vf-fg fracture controlled.  Veining consists of ~3-5%
CAR and CAL veinlets, stringers and fracture fillings.
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Hole Number: HP13-006                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5487921 126.30 127.50 1.20 0.01
E5487922 127.50 129.00 1.50 0.01
E5487923 129.00 130.50 1.50 0.03
E5487924 130.50 132.00 1.50 0.11
E5487925 132.00 133.50 1.50 0.01
E5487927 133.50 135.00 1.50 0.00
E5487928 135.00 136.50 1.50 0.01
E5487929 136.50 138.00 1.50 0.01
E5487930 138.00 139.50 1.50 0.02
E5487931 139.50 140.40 0.90 0.09
E5487932 140.40 141.50 1.10 0.02
E5487933 141.50 143.00 1.50 0.04
E5487934 143.00 144.00 1.00 0.22
E5487935 144.00 145.50 1.50 0.22
E5487937 145.50 147.00 1.50 0.06
E5487938 147.00 148.30 1.30 0.15
E5487939 148.30 149.30 1.00 0.23
E5487940 149.30 149.60 0.30 2.22
E5487941 149.60 150.90 1.30 0.08
E5487942 150.90 152.30 1.40 0.06
E5487943 152.30 153.70 1.40 0.12
E5487944 153.70 154.80 1.10 0.06
E5487945 154.80 156.00 1.20 0.05
E5487947 156.00 157.00 1.00 0.03
E5487948 157.00 158.40 1.40 0.09
E5487949 158.40 158.90 0.50 0.35
E5487950 158.90 160.00 1.10 0.04
E5487951 160.00 160.40 0.40 0.74
E5487952 160.40 161.80 1.40 0.87
E5487953 161.80 162.50 0.70 0.24
E5487954 162.50 163.80 1.30 0.64
E5487955 163.80 164.40 0.60 0.46
E5487957 164.40 165.10 0.70 0.38
E5487958 165.10 166.20 1.10 0.50
E5487959 166.20 167.40 1.20 0.34
E5487960 167.40 167.80 0.40 0.78
E5487961 167.80 169.00 1.20 0.02
E5487962 169.00 170.00 1.00 0.03
E5487963 170.00 171.00 1.00 0.01
E5487964 171.00 172.20 1.20 0.02
E5487965 172.20 172.90 0.70 0.04
E5487967 172.90 173.60 0.70 0.56
E5487968 173.60 174.40 0.80 0.03
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Hole Number: HP13-006                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5487969 174.40 175.00 0.60 0.04
E5487970 175.00 176.00 1.00 0.01
E5487971 176.00 177.00 1.00 0.01
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Hole Number: HP13-006                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

226.40 340.90 VMM, MAFIC VOLCANIC MASSIVE E5487972 235.00 236.50 1.50 0.01
E5487973 236.50 238.00 1.50 0.00
E5487974 238.00 238.80 0.80 0.02
E5487975 238.80 239.60 0.80 0.01
E5487977 239.60 241.00 1.40 0.04
E5487978 241.00 242.50 1.50
E5487979 261.80 263.30 1.50
E5487980 263.30 264.00 0.70
E5487981 264.00 264.80 0.80
E5487982 264.80 266.00 1.20
E5487983 266.00 267.00 1.00
E5487984 267.00 268.00 1.00
E5487985 268.00 268.60 0.60
E5487987 268.60 270.00 1.40
E5487988 289.50 291.00 1.50
E5487989 291.00 292.10 1.10
E5487990 292.10 293.10 1.00
E5487991 293.10 294.60 1.50
E5487992 294.60 295.30 0.70
E5487993 295.30 296.40 1.10
E5487994 296.40 297.20 0.80
E5487995 297.20 297.80 0.60
E5487997 297.80 298.30 0.50
E5487998 298.30 299.30 1.00
E5487999 299.30 300.50 1.20
E5488000 300.50 301.70 1.20
E5488001 301.70 303.00 1.30
E5488002 303.00 304.00 1.00 0.30
E5488003 304.00 304.70 0.70 0.01
E5488004 304.70 305.40 0.70 1.15
E5488005 305.40 305.80 0.40 1.26
E5488007 305.80 307.30 1.50 0.07
E5488008 307.30 308.00 0.70 0.05
E5488009 308.00 309.00 1.00 0.02
E5488010 309.00 310.00 1.00 0.03
E5488011 310.00 311.00 1.00 0.01
E5488012 311.00 312.10 1.10 0.09
E5488013 312.10 313.60 1.50 0.21
E5488014 313.60 314.50 0.90 0.05
E5488015 314.50 315.40 0.90 0.02
E5488017 315.40 316.90 1.50 0.02
E5488018 316.90 318.00 1.10 0.00
E5488019 318.00 318.80 0.80 0.01

MAFICS WITH HEMATITE, LEUCOXENE AND HIGH CONCENTRATION OF
VEINING:
The rock is fine grained and is dark grey with a green tint with some patches of
deep purple or light greenish yellow.  The predominant alterations throughout
the unit are weak to moderate hematite and weak to moderate leucoxene.  AT
~313.6m, large intervals of strong pervasive bleaching become dominant.
Specular hematite is seen in veinlets throughout.  Other patchy alterations
include weak patchy sericite and moderate patchy silicification.  Throughout the
unit there are small ISO intrusions or regions containing mixtures of ISO and
VMM.  Pyrite is ~0.5-1% throughout most of the interval with higher
concentrations located in the ISO/VMM mixed areas.  Veining concentrations vary
from low to high througout and are composed of either CAR veinlets, stringers or
fracture fillings or QTZ/CAR veinlets (mostly QTZ/CAR in bleached areas).  Some
brecciation can be seen in the veining.  The rock is hard and .......
291-292.1m: ISO.
307.3-316.9:  Looks mottled with bleaching and hematite, ~1% fg fracture filling
PY.
Intervals of Interest:
294.6-298.3m: ISO. Mixture of ISO/VMM.  ISO has patchy silicification, PY
ranges from 2-5% vfg fracture filling, dissem, strong fracturing filled with CAR.
328.7-331.5m: ISO. Mixture of ISO/VMM. Patchy silicification and strong
bleaching, 3-4% vfg dissem, fracture filling PY, 2-3% QTZ/CAR veinlets.
263.3-268.6m: VMM. Small ISO intrusions. Patchy silicificaton, moderate
hematite, moderate leucoxene, 1-2% fg PY, 4-6% CAR veinlets.
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Hole Number: HP13-006                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5488020 318.80 320.00 1.20 0.00
E5488021 320.00 321.50 1.50 0.00
E5488022 321.50 323.00 1.50 0.02
E5488023 323.00 323.80 0.80 0.05
E5488024 323.80 325.20 1.40 0.03
E5488025 325.20 326.00 0.80 0.01
E5488027 326.00 326.80 0.80 0.00
E5488028 326.80 328.00 1.20 0.01
E5488029 328.00 328.70 0.70 0.01
E5488030 328.70 330.00 1.30 0.30
E5488031 330.00 331.50 1.50 0.04
E5488032 331.50 333.00 1.50 0.02
E5488033 333.00 334.50 1.50 0.02
E5488034 334.50 335.30 0.80 0.01
E5488035 335.30 336.20 0.90 0.02
E5488037 336.20 336.80 0.60 0.23
E5488038 336.80 338.00 1.20 0.02
E5488039 338.00 338.40 0.40 0.01
E5488040 338.40 339.00 0.60 0.02
E5488041 339.00 340.20 1.20 0.01
E5488042 340.20 340.90 0.70 0.02
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Hole Number: HP13-006                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

340.90 367.60 ISO, SYENITIC INTRUSIVE E5488043 340.90 341.50 0.60 0.20
E5488044 341.50 342.10 0.60 0.13
E5488045 342.10 343.00 0.90 0.03
E5488047 343.00 344.00 1.00 0.05
E5488048 344.00 344.90 0.90 0.01
E5488049 344.90 346.00 1.10 0.06
E5488050 346.00 347.30 1.30 0.06
E5488051 347.30 348.20 0.90 0.07
E5488052 348.20 349.50 1.30 0.05
E5488053 349.50 351.00 1.50 0.07
E5488054 351.00 352.00 1.00 0.05
E5488055 352.00 353.00 1.00 0.05
E5488057 353.00 353.80 0.80 0.12
E5488058 353.80 355.00 1.20 0.15
E5488059 355.00 356.00 1.00 0.06
E5488060 356.00 357.00 1.00 0.07
E5488061 357.00 358.00 1.00 0.13
E5488062 358.00 359.40 1.40 0.05
E5488063 359.40 360.60 1.20 0.29
E5488064 360.60 361.60 1.00 0.11
E5488065 361.60 362.60 1.00 0.07
E5488067 362.60 363.60 1.00 0.19
E5488068 363.60 364.30 0.70 0.18
E5488069 364.30 365.40 1.10 0.10
E5488070 365.40 366.50 1.10 0.47
E5488071 366.50 367.60 1.10 0.40

Distinct UC 70-80 deg TCA.  The rock is medium to coarse grained and is a
mixture of dark purple and bright green.  Strong patchy silicification is seen
throughout.  Other patchy alterations include weak to strong albite, and weak to
strong epidote.  Pyrite concentrations range from 0.5-2% throughout with the
higher concentrations found in the more silicified areas.  Pyrite is primarily
fracture filling with some disseminated.  Veining consists of ~1-2% QTZ veinlets.
The rock is very hard an non-magnetic.

367.60 385.80 ZFZ, FAULT ZONE E5488072 367.60 369.00 1.40 1.06
E5488073 369.00 370.50 1.50 1.16
E5488074 370.50 372.00 1.50 1.07
E5488075 372.00 373.00 1.00 1.87
E5488076 373.00 373.60 0.60 1.63
E5488077 373.60 374.60 1.00 1.24
E5488079 374.60 375.60 1.00 0.44
E5488080 375.60 376.00 0.40 8.01
E5488081 376.00 377.50 1.50 0.24
E5488082 377.50 379.00 1.50 0.01

Hosted in VUO with a distinct UC 50-60 deg TCA.  Rubble, fault gouge and
fracturing throughout.  Most of the fracturing is at 50-60 deg TCA, some parallel
TCA.  Strong pervasive chlorite throughout.  Patchy alterations include moderate
sericite, moderate talc and moderate silicification.  Trace pyrite throughout most
of the unit, with 0.5-1% vfg disseminated PY over the first ~7m.  Veining is also
high over the first 7m at ~10-15% QTZ/CAR veins.  The rest of the unit has a
low concentration of CAR veinlets.  The rock is soft and is non-magnetic for the
first ~7m, then become strongly magnetic for the rest of the unit.
373-373.6m: Mixture of ISO/VUO.
375.6-376m: Moderate pervasive hematite, 7-8% vfg dissem, 2-3% CAR
veinlets.
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Hole Number: HP13-006                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

385.80 456.00 VUO, ULTRAMAFIC VOLCANIC
The rock is dark grey to black with strong pervasive chlorite throughout.  Other
patchy alterations include strong serpentine, weak talc and weak sericite.  Trace
fg pyrite throughout most of the unit with ~3m of medium to coarse grained
disseminated pyrite at ~2-3%.  Low concentration of CAR veinlets and fracture
fillings.  Evidence of faulting can be seen throughout the unit.  Large intervals of
weak foliation, one @ 80-90 deg TCA and another @ 0-5 deg TCA.  The rock is
soft to very soft and is strongly magnetic.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487851 60.00 60.80 0.0300
E5487852 60.80 61.10 0.0200
E5487853 61.10 61.90 0.0140
E5487854 61.90 62.80 0.0160
E5487856 62.80 64.20 0.0050
E5487857 64.20 65.20 0.0130
E5487858 65.20 66.00 0.0030
E5487859 66.00 67.20 0.0040
E5487860 67.20 68.20 0.0160
E5487861 68.20 69.40 0.0080
E5487862 69.40 70.40 0.0130
E5487863 70.40 71.00 0.0080
E5487864 71.00 72.00 0.0140
E5487866 72.00 72.80 0.0110
E5487867 72.80 73.80 0.0080
E5487868 73.80 75.10 0.0650
E5487869 75.10 76.40 0.0120
E5487870 76.40 76.80 0.4660
E5487871 76.80 77.40 0.2810
E5487872 77.40 78.20 0.0060
E5487873 78.20 79.00 0.0180
E5487874 79.00 79.80 0.0590
E5487876 79.80 81.00 0.0105
E5487877 81.00 82.50 0.0120
E5487878 82.50 84.00 0.0310
E5487879 84.00 85.50 0.3190
E5487880 85.50 87.00 0.3580
E5487881 87.00 88.50 0.0870
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Hole Number: HP13-006                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487882 88.50 90.00 0.1060
E5487883 90.00 91.50 0.0130
E5487884 91.50 93.00 0.0080
E5487886 93.00 94.50 0.0210
E5487887 94.50 96.00 0.0070
E5487888 96.00 97.20 0.0155
E5487889 97.20 98.20 0.0370
E5487890 98.20 99.60 0.0640
E5487891 99.60 100.50 1.1000
E5487892 100.50 101.10 0.2110
E5487893 101.10 101.50 0.2410
E5487894 101.50 102.60 0.1230
E5487896 102.60 103.40 0.0430
E5487897 103.40 104.90 0.0910
E5487898 104.90 106.40 0.0340
E5487899 106.40 107.90 0.0120
E5487900 107.90 109.40 0.0040
E5487901 109.40 110.80 0.0115
E5487902 110.80 111.80 0.0020
E5487903 111.80 112.90 0.0390
E5487904 112.90 113.90 0.0220
E5487905 113.90 114.20 2.2400
E5487907 114.20 114.90 0.0530
E5487908 114.90 116.00 0.0170
E5487909 116.00 116.80 0.0820
E5487910 116.80 117.20 0.7250
E5487911 117.20 118.50 0.0070
E5487912 118.50 119.60 0.0660
E5487913 119.60 120.60 0.0045
E5487914 120.60 121.40 0.0020
E5487915 121.40 122.20 0.0020
E5487917 122.20 123.00 0.0030
E5487918 123.00 124.50 0.0020
E5487919 124.50 125.30 0.0050
E5487920 125.30 126.30 0.1130
E5487921 126.30 127.50 0.0090
E5487922 127.50 129.00 0.0060
E5487923 129.00 130.50 0.0320
E5487924 130.50 132.00 0.1060
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487925 132.00 133.50 0.0100
E5487927 133.50 135.00 0.0040
E5487928 135.00 136.50 0.0070
E5487929 136.50 138.00 0.0100
E5487930 138.00 139.50 0.0200
E5487931 139.50 140.40 0.0920
E5487932 140.40 141.50 0.0150
E5487933 141.50 143.00 0.0400
E5487934 143.00 144.00 0.2230
E5487935 144.00 145.50 0.2200
E5487937 145.50 147.00 0.0597
E5487938 147.00 148.30 0.1520
E5487939 148.30 149.30 0.2290
E5487940 149.30 149.60 2.2200
E5487941 149.60 150.90 0.0780
E5487942 150.90 152.30 0.0630
E5487943 152.30 153.70 0.1230
E5487944 153.70 154.80 0.0590
E5487945 154.80 156.00 0.0460
E5487947 156.00 157.00 0.0310
E5487948 157.00 158.40 0.0900
E5487949 158.40 158.90 0.3500
E5487950 158.90 160.00 0.0400
E5487951 160.00 160.40 0.7390
E5487952 160.40 161.80 0.8670
E5487953 161.80 162.50 0.2430
E5487954 162.50 163.80 0.6390
E5487955 163.80 164.40 0.4590
E5487957 164.40 165.10 0.3750
E5487958 165.10 166.20 0.4970
E5487959 166.20 167.40 0.3380
E5487960 167.40 167.80 0.7810
E5487961 167.80 169.00 0.0230
E5487962 169.00 170.00 0.0290
E5487963 170.00 171.00 0.0090
E5487964 171.00 172.20 0.0150
E5487965 172.20 172.90 0.0430
E5487967 172.90 173.60 0.5640
E5487968 173.60 174.40 0.0290
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5487969 174.40 175.00 0.0370
E5487970 175.00 176.00 0.0070
E5487971 176.00 177.00 0.0060
E5487972 235.00 236.50 0.0075
E5487973 236.50 238.00 0.0040
E5487974 238.00 238.80 0.0150
E5487975 238.80 239.60 0.0140
E5487977 239.60 241.00 0.0380
E5487978 241.00 242.50
E5487979 261.80 263.30
E5487980 263.30 264.00
E5487981 264.00 264.80
E5487982 264.80 266.00
E5487983 266.00 267.00
E5487984 267.00 268.00
E5487985 268.00 268.60
E5487987 268.60 270.00
E5487988 289.50 291.00
E5487989 291.00 292.10
E5487990 292.10 293.10
E5487991 293.10 294.60
E5487992 294.60 295.30
E5487993 295.30 296.40
E5487994 296.40 297.20
E5487995 297.20 297.80
E5487997 297.80 298.30
E5487998 298.30 299.30
E5487999 299.30 300.50
E5488000 300.50 301.70
E5488001 301.70 303.00
E5488002 303.00 304.00 0.3020
E5488003 304.00 304.70 0.0090
E5488004 304.70 305.40 1.1500
E5488005 305.40 305.80 1.2600
E5488007 305.80 307.30 0.0650
E5488008 307.30 308.00 0.0530
E5488009 308.00 309.00 0.0220
E5488010 309.00 310.00 0.0280
E5488011 310.00 311.00 0.0120
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488012 311.00 312.10 0.0880
E5488013 312.10 313.60 0.2100
E5488014 313.60 314.50 0.0523
E5488015 314.50 315.40 0.0180
E5488017 315.40 316.90 0.0170
E5488018 316.90 318.00 0.0040
E5488019 318.00 318.80 0.0060
E5488020 318.80 320.00 0.0030
E5488021 320.00 321.50 0.0040
E5488022 321.50 323.00 0.0170
E5488023 323.00 323.80 0.0500
E5488024 323.80 325.20 0.0290
E5488025 325.20 326.00 0.0090
E5488027 326.00 326.80 0.0035
E5488028 326.80 328.00 0.0060
E5488029 328.00 328.70 0.0070
E5488030 328.70 330.00 0.2980
E5488031 330.00 331.50 0.0440
E5488032 331.50 333.00 0.0170
E5488033 333.00 334.50 0.0150
E5488034 334.50 335.30 0.0050
E5488035 335.30 336.20 0.0220
E5488037 336.20 336.80 0.2310
E5488038 336.80 338.00 0.0170
E5488039 338.00 338.40 0.0070
E5488040 338.40 339.00 0.0200
E5488041 339.00 340.20 0.0065
E5488042 340.20 340.90 0.0230
E5488043 340.90 341.50 0.2040
E5488044 341.50 342.10 0.1260
E5488045 342.10 343.00 0.0320
E5488047 343.00 344.00 0.0480
E5488048 344.00 344.90 0.0050
E5488049 344.90 346.00 0.0630
E5488050 346.00 347.30 0.0550
E5488051 347.30 348.20 0.0740
E5488052 348.20 349.50 0.0540
E5488053 349.50 351.00 0.0670
E5488054 351.00 352.00 0.0540



Page 14 of 14Dec 12, 2013 DETAILED LOG

Hole Number: HP13-006                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488055 352.00 353.00 0.0510
E5488057 353.00 353.80 0.1200
E5488058 353.80 355.00 0.1470
E5488059 355.00 356.00 0.0640
E5488060 356.00 357.00 0.0730
E5488061 357.00 358.00 0.1300
E5488062 358.00 359.40 0.0500
E5488063 359.40 360.60 0.2870
E5488064 360.60 361.60 0.1115
E5488065 361.60 362.60 0.0680
E5488067 362.60 363.60 0.1880
E5488068 363.60 364.30 0.1780
E5488069 364.30 365.40 0.0960
E5488070 365.40 366.50 0.4670
E5488071 366.50 367.60 0.4000
E5488072 367.60 369.00 1.0600
E5488073 369.00 370.50 1.1600
E5488074 370.50 372.00 1.0700
E5488075 372.00 373.00 1.8700
E5488076 373.00 373.60 1.6300
E5488077 373.60 374.60 1.2400
E5488079 374.60 375.60 0.4360
E5488080 375.60 376.00 8.0100
E5488081 376.00 377.50 0.2400
E5488082 377.50 379.00 0.0100
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GRAPHIC SUMMARY REPORT

0

6.00
HPO

6.00

150.60
VMM

150.60

174.50
VGB

174.50

197.10
ISO

197.10

262.90
ISO

262.90

369.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371571.000000 552420.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-007              DDH

Hislop Township

YES L24686

DECIMAL METRIC

212.00 -65.00

bhua

Garant

0 369.00

Completed: Mar 15, 2013Start Date: Mar 12, 2013

Entered On: Mar 14, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371571.00 North: Collar Az:

Location: Hislop Township East: 552420.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 12, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 15, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-65.00

212.00

369.00

0.00

369.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first actual reading 21.00 mag field = 5458214.10 214.10-65.40 -65.40EZ Shot OK EZ Shot OK

81.00 mag field = 5758 132.00 mag field = 5474193.10 204.40-65.40 -65.20EZ Shot DO EZ Shot DO

183.00 mag field = 5593 234.00 mag field = 5551216.00 215.30-65.30 -64.80EZ Shot OK EZ Shot OK

285.00 mag field = 5623 336.00 mag field = 5611217.80 217.30-64.90 -64.80EZ Shot OK EZ Shot OK

366.00 mag field = 5603215.90 -65.20 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 6.00 HPO, OVERBURDEN E5488360 5.60 6.00 0.40 1.30
OVERBURDEN -
6m of casing used.  0.3m of VMM recovered.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

6.00 150.60 VMM, MAFIC VOLCANIC MASSIVE E5488361 6.00 7.00 1.00 1.36
E5488362 7.00 8.10 1.10 0.76
E5488363 8.10 9.20 1.10 1.27
E5488365 9.20 10.20 1.00 1.55
E5488366 10.20 11.20 1.00 0.93
E5488367 11.20 12.40 1.20 0.36
E5488368 12.40 12.90 0.50 0.40
E5488369 12.90 13.90 1.00 2.06
E5488370 13.90 15.00 1.10 0.28
E5488371 15.00 16.30 1.30 0.44
E5488372 16.30 17.30 1.00 0.01
E5488373 17.30 18.60 1.30 2.13
E5488375 18.60 19.90 1.30 1.46
E5488376 19.90 21.00 1.10 1.06
E5488377 21.00 22.50 1.50 0.09
E5488378 22.50 24.00 1.50 1.68
E5488379 24.00 25.50 1.50 0.21
E5488380 25.50 27.00 1.50 2.34
E5488381 27.00 28.50 1.50 0.04
E5488382 28.50 30.00 1.50 1.07
E5488383 30.00 31.30 1.30 0.06
E5488385 31.30 32.30 1.00 0.01
E5488386 32.30 33.00 0.70 0.01
E5488387 33.00 34.50 1.50 0.03
E5488388 34.50 36.00 1.50 0.11
E5488389 36.00 37.50 1.50 0.04
E5488390 37.50 39.00 1.50 0.01
E5488391 39.00 40.00 1.00 0.02
E5488392 40.00 41.00 1.00 0.09
E5488393 41.00 41.90 0.90 0.16
E5488394 41.90 42.40 0.50 1.11
E5488396 42.40 43.50 1.10 0.08
E5488397 43.50 44.60 1.10 0.25
E5488398 44.60 45.70 1.10 0.38
E5488399 45.70 46.60 0.90 0.03
E5488400 46.60 47.60 1.00 0.02
E5488401 47.60 48.80 1.20 0.01
E5488402 48.80 50.00 1.20 0.00
E5488403 50.00 51.30 1.30 0.01
E5488405 51.30 52.70 1.40 0.02
E5488406 52.70 54.20 1.50 0.19
E5488407 54.20 55.60 1.40 0.01
E5488408 55.60 56.40 0.80 0.02

HEMATIZED MAFIC VOLCANIC ROCK WITH MINOR SYENITIC INTRUSIONS -
Rock is black with red tint throughout decreasing with depth.  Aphantic.
Moderate SIL present at top of hole with semi-pervasive HE throughout being
moderate to strong in intensity.  Very fine grained fracture controlled PY is
present throughout with fractures more concentration at top of hole decreasing
with depth.  Concentration of fractures and mineralization can up to to 5% over
1m.  Low to moderate concentrations of CAR fracture fillings and veinlets, but
also QZ fracture fillings and veinlets as separate system.  CAR veinlets can
contain brecciated clasts.  Rock is hard with patchy moderate magnetism
increasing with depth.
Entire unit is of interest with patchy intervals.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5488409 56.40 57.40 1.00 0.59
E5488410 57.40 58.60 1.20 0.22
E5488411 58.60 60.00 1.40 0.09
E5488412 60.00 61.10 1.10 0.54
E5488413 61.10 62.10 1.00 0.24
E5488415 62.10 63.00 0.90 1.87
E5488416 63.00 64.50 1.50 0.23
E5488417 64.50 66.00 1.50 0.28
E5488418 66.00 67.30 1.30 0.34
E5488419 67.30 68.00 0.70 0.49
E5488420 68.00 68.60 0.60 0.18
E5488421 68.60 69.80 1.20 0.49
E5488422 69.80 70.80 1.00 0.08
E5488423 70.80 71.70 0.90 0.49
E5488425 71.70 72.40 0.70 0.21
E5488426 72.40 73.50 1.10 0.11
E5488427 73.50 75.00 1.50 0.09
E5488428 75.00 76.50 1.50 0.05
E5488429 76.50 78.00 1.50 0.14
E5488430 78.00 79.50 1.50 0.02
E5488431 79.50 81.00 1.50 0.02
E5488432 81.00 82.40 1.40 0.01
E5488433 82.40 83.50 1.10 0.01
E5488434 83.50 84.50 1.00 0.04
E5488436 84.50 85.50 1.00 1.30
E5488437 85.50 87.00 1.50 0.16
E5488438 87.00 88.50 1.50 0.18
E5488439 88.50 90.00 1.50 0.01
E5488440 90.00 91.50 1.50 0.04
E5488441 91.50 93.00 1.50 0.02
E5488442 93.00 94.50 1.50 0.00
E5488443 94.50 96.00 1.50 0.01
E5488444 96.00 97.00 1.00 0.03
E5488445 97.00 97.80 0.80 1.19
E5488447 97.80 99.00 1.20 0.55
E5488448 99.00 100.50 1.50 0.07
E5488449 100.50 102.00 1.50 0.30
E5488450 102.00 103.00 1.00 0.54
E5488451 103.00 104.10 1.10 0.21
E5488452 104.10 105.00 0.90 0.95
E5488453 105.00 105.40 0.40 0.29
E5488454 105.40 106.20 0.80 1.31
E5488456 106.20 106.80 0.60 0.06
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Assay Data
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E5488457 106.80 107.90 1.10 0.10
E5488458 107.90 109.10 1.20 0.07
E5488459 109.10 110.20 1.10 0.06
E5488460 110.20 111.30 1.10 0.06
E5488461 111.30 112.60 1.30 0.74
E5488462 112.60 113.20 0.60 0.13
E5488463 113.20 114.00 0.80 0.05
E5488465 114.00 115.50 1.50 0.02
E5488466 115.50 117.00 1.50 0.13
E5488467 117.00 118.50 1.50 0.45
E5488468 118.50 120.00 1.50 0.06
E5488469 120.00 121.50 1.50 0.10
E5488470 121.50 123.00 1.50 0.59
E5488471 123.00 124.10 1.10 2.04
E5488472 124.10 124.50 0.40 0.14
E5488473 124.50 126.00 1.50 0.13
E5488475 126.00 127.50 1.50 0.03
E5488476 127.50 129.00 1.50 0.09
E5488477 129.00 130.40 1.40 0.04
E5488478 130.40 131.90 1.50 0.01
E5488479 131.90 133.00 1.10 0.01
E5488480 133.00 134.20 1.20 0.10
E5488481 134.20 135.50 1.30 0.01
E5488482 135.50 136.80 1.30 0.02
E5488483 136.80 137.50 0.70 1.05
E5488485 137.50 138.50 1.00 0.32
E5488486 138.50 139.70 1.20 0.19
E5488487 139.70 141.00 1.30 0.05
E5488488 141.00 142.50 1.50 0.01
E5488489 142.50 144.00 1.50 0.00
E5488490 144.00 145.50 1.50 0.00
E5488491 145.50 147.00 1.50 0.01
E5488492 147.00 148.50 1.50 0.03
E5488493 148.50 149.40 0.90 0.10
E5488495 149.40 150.60 1.20 0.02

150.60 174.50 VGB, BIOTITIC GABBRO E5488496 150.60 151.60 1.00 0.04
E5488497 151.60 153.00 1.40 0.17BIOTITIC GABBRO -

Rock is dark green with recrystallized biotite grains.  fine grained matrix with
biotite up to 4mm.  Gradational upper contact marked at change in texture and
rock colour.  Fracture controlled HE alteration present within minor syenite
intrusions.  Trace amounts of PY present.  Low concentration of CAR fracture
fillings/veinlets.  Rock is moderate with patchy moderate magnetism.
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174.50 197.10 ISO, SYENITIC INTRUSIVE E5488498 188.60 189.30 0.70 0.04
E5488499 189.30 189.70 0.40 0.07
E5488500 189.70 191.00 1.30 0.15
E5488501 191.00 192.30 1.30 0.06
E5488502 192.30 193.60 1.30 0.24
E5488504 193.60 195.00 1.40 0.09
E5488505 195.00 196.50 1.50 0.12
E5488506 196.50 197.10 0.60 0.08

HORNBLENDE SYENITE -
Rock is pink to red with phenocrysts of hornblende.  Coarse grained.  Distinct
upper contact 55 degrees TCA.  HE alteration is patchy throughout and appears
to be fracture controlled.  BLE occurs around fractures and stringers with v.f.g.
PY up to 2%.  Low concentration of CAR stringers and fracture fillings with minor
QZ presence.  Rock is hard with no magnetism.
Intervals of interest:
189.7-196.5 - 2-3% CAR/QZ fractures and stringers.  2% v.f.g. fracture
controlled PY mineralization.  Minor BLE around fractures.
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197.10 262.90 ISO, SYENITIC INTRUSIVE E5488507 197.10 197.60 0.50 0.25
E5488508 197.60 198.80 1.20 0.08
E5488509 198.80 199.70 0.90 0.11
E5488510 199.70 200.60 0.90 0.07
E5488511 200.60 201.20 0.60 0.04
E5488512 201.20 202.70 1.50 0.17
E5488513 202.70 204.00 1.30 0.24
E5488515 204.00 205.50 1.50 0.08
E5488516 205.50 207.00 1.50 0.03
E5488517 207.00 207.90 0.90 0.01
E5488518 207.90 209.20 1.30 0.02
E5488519 209.20 210.10 0.90 0.03
E5488520 210.10 211.50 1.40 0.03
E5488521 211.50 213.00 1.50 0.02
E5488522 213.00 214.50 1.50 0.02
E5488523 214.50 215.10 0.60 0.05
E5488525 215.10 216.00 0.90 0.05
E5488526 216.00 217.20 1.20 0.03
E5488527 217.20 218.10 0.90 0.01
E5488528 218.10 219.00 0.90 0.03
E5488529 219.00 220.50 1.50 0.20
E5488530 220.50 222.00 1.50 0.05
E5488531 222.00 223.50 1.50 0.03
E5488532 223.50 225.00 1.50 0.01
E5488533 225.00 226.50 1.50 0.02
E5488535 226.50 228.00 1.50 0.07
E5488536 228.00 228.50 0.50 0.05
E5488537 228.50 229.90 1.40 0.06
E5488538 229.90 231.00 1.10 0.04
E5488539 231.00 232.50 1.50 0.06
E5488540 232.50 234.00 1.50 0.05
E5488541 234.00 235.50 1.50 0.03
E5488542 235.50 237.00 1.50 0.02
E5488543 237.00 238.50 1.50 0.03
E5488545 238.50 240.00 1.50 0.02
E5488546 240.00 241.50 1.50 0.07
E5488547 241.50 243.00 1.50 0.05
E5488548 243.00 244.50 1.50 0.31
E5488549 244.50 246.00 1.50 0.32
E5488550 246.00 247.50 1.50 0.04
E5488551 247.50 249.00 1.50 0.02
E5488552 249.00 250.20 1.20 0.07
E5488553 250.20 251.00 0.80 0.02

ALBITIC AND SILICIFIED FELDSPAR PORPHYRITIC SYENITE -
Rock is dark purple to pink with green patches where EP alteration exists.  Fine
grained matrix with megacrysts of feldspar more dominant at depth.  Pervasive
strong SIL throughout with patchy intervals of EP alteration.  HE is strong and
more dominant at depth with fracture controlled SER.  Approximately 1% m.g.
and c.g. PY disseminated throughout.  Low concentration of QZ/CAR
stringers/fracture fillings at various angles TCA.  Rock is hard with no
magnetism.
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E5488554 251.00 252.00 1.00 0.10
E5488556 252.00 253.30 1.30 0.07
E5488557 253.30 254.80 1.50 0.75
E5488558 254.80 255.30 0.50 4.32
E5488559 255.30 256.80 1.50 2.89
E5488560 256.80 258.00 1.20 0.65
E5488561 258.00 259.50 1.50 1.04
E5488562 259.50 261.00 1.50 0.90
E5488563 261.00 262.20 1.20 1.19
E5488565 262.20 262.90 0.70 2.00
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262.90 369.00 VUO, ULTRAMAFIC VOLCANIC E5488566 262.90 263.90 1.00 0.10
E5488567 263.90 264.80 0.90 0.02
E5488568 264.80 266.20 1.40 0.05
E5488569 266.20 267.00 0.80 0.05
E5488570 267.00 268.40 1.40 0.04
E5488571 268.40 269.90 1.50 0.07
E5488572 269.90 271.40 1.50 0.08
E5488573 271.40 272.90 1.50 0.03
E5488575 272.90 273.40 0.50 6.65
E5488576 273.40 274.10 0.70 0.07
E5488577 274.10 275.60 1.50 0.91
E5488578 275.60 276.80 1.20 0.02
E5488579 276.80 278.00 1.20 0.01
E5488580 278.00 279.00 1.00 3.59
E5488581 279.00 280.10 1.10 1.39
E5488582 280.10 281.40 1.30 0.34
E5488583 281.40 282.40 1.00 0.12
E5488584 282.40 283.20 0.80 0.47
E5488586 283.20 284.00 0.80 0.21
E5488587 284.00 285.00 1.00 0.22
E5488588 285.00 286.00 1.00 0.24
E5488589 286.00 287.00 1.00 0.01
E5488590 287.00 288.00 1.00 0.02
E5488591 302.00 303.00 1.00 0.06
E5488592 303.00 304.30 1.30 1.83
E5488593 304.30 305.70 1.40 2.18
E5488595 305.70 306.00 0.30 0.15
E5488596 306.00 307.30 1.30 2.37
E5488597 307.30 308.70 1.40 0.82
E5488598 308.70 309.80 1.10 0.74
E5488599 309.80 310.90 1.10 0.09
E5488600 310.90 312.10 1.20 0.02
E5488601 312.10 313.10 1.00 0.01
E5488602 313.10 314.50 1.40 0.00
E5488603 331.90 332.80 0.90 0.08
E5488604 332.80 333.50 0.70 0.12
E5488605 333.50 334.50 1.00 0.74
E5488607 334.50 336.00 1.50 0.60
E5488608 336.00 337.50 1.50 0.07
E5488609 337.50 339.00 1.50 3.94
E5488610 339.00 340.20 1.20 0.68
E5488611 340.20 341.50 1.30 0.18
E5488612 341.50 342.90 1.40 0.12

ULTRAMAFIC ROCK WITH MINOR FUCHSITE ALTERATION -
Rock is black with patchy intervals with emerald green tint.  Aphanitic.  Distinct
upper contact 30-40 degrees TCA.  Pervasive CHL alteration throughout
moderate to strong.  SER alteration present near upper contact with v.f.g. PY
mineralization associated.  FUS alteration is present in 2 patchy intervals with
trace to 1% v.f.g. disseminated PY.  Interval with pervasive SER alteration
contains up to 10% v.f.g. disseminated PY.  PY mainly associated with SER or
FUS alteration.  CAR fracture fillings and veinlets present throughout.  Local
brecciated clasts near upper contact with PY.  Rock is very soft with patchy
moderate magnetism.
Intervals of interest
262.9-267 - Interval of upper contact with ISO and weak SER alteration.  Patchy
mineralization throughout, but up to 3% near end of interval.  Low concentration
of CAR veinlets.
282.4-286 - 8-10% v.f.g. highly concentrated PY.  Weak to moderate SER
alteration.  Distinct upper and lower contacts 25, 90 degrees TCA.
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E5488613 342.90 343.60 0.70 0.20
E5488615 343.60 345.10 1.50 0.87
E5488616 345.10 346.30 1.20 0.60
E5488617 346.30 347.10 0.80 0.46
E5488618 347.10 348.00 0.90 1.97
E5488619 348.00 349.00 1.00 0.98
E5488620 349.00 350.00 1.00 0.51
E5488621 350.00 351.30 1.30 1.37
E5488622 351.30 352.80 1.50 0.81
E5488623 352.80 354.30 1.50 0.18
E5488625 354.30 355.80 1.50 0.48
E5488626 355.80 357.30 1.50 0.57
E5488627 357.30 358.70 1.40 1.15
E5488628 358.70 360.00 1.30 0.76
E5492452 360.00 361.00 1.00 0.14
E5492453 361.00 362.00 1.00 0.35
E5492454 362.00 363.00 1.00 0.65
E5492455 363.00 364.50 1.50 0.60
E5492457 364.50 366.00 1.50 0.58
E5492458 366.00 367.50 1.50 0.57
E5492459 367.50 369.00 1.50 0.92

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488360 5.60 6.00 1.2950
E5488361 6.00 7.00 1.3600
E5488362 7.00 8.10 0.7640
E5488363 8.10 9.20 1.2700
E5488365 9.20 10.20 1.5500
E5488366 10.20 11.20 0.9290
E5488367 11.20 12.40 0.3550
E5488368 12.40 12.90 0.4040
E5488369 12.90 13.90 2.0600
E5488370 13.90 15.00 0.2820
E5488371 15.00 16.30 0.4350
E5488372 16.30 17.30 0.0135
E5488373 17.30 18.60 2.1300
E5488375 18.60 19.90 1.4600
E5488376 19.90 21.00 1.0600
E5488377 21.00 22.50 0.0860
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E5488378 22.50 24.00 1.6800
E5488379 24.00 25.50 0.2050
E5488380 25.50 27.00 2.3400
E5488381 27.00 28.50 0.0370
E5488382 28.50 30.00 1.0700
E5488383 30.00 31.30 0.0560
E5488385 31.30 32.30 0.0130
E5488386 32.30 33.00 0.0070
E5488387 33.00 34.50 0.0340
E5488388 34.50 36.00 0.1050
E5488389 36.00 37.50 0.0390
E5488390 37.50 39.00 0.0140
E5488391 39.00 40.00 0.0220
E5488392 40.00 41.00 0.0920
E5488393 41.00 41.90 0.1580
E5488394 41.90 42.40 1.1100
E5488396 42.40 43.50 0.0770
E5488397 43.50 44.60 0.2535
E5488398 44.60 45.70 0.3780
E5488399 45.70 46.60 0.0270
E5488400 46.60 47.60 0.0160
E5488401 47.60 48.80 0.0070
E5488402 48.80 50.00 0.0040
E5488403 50.00 51.30 0.0120
E5488405 51.30 52.70 0.0160
E5488406 52.70 54.20 0.1940
E5488407 54.20 55.60 0.0110
E5488408 55.60 56.40 0.0160
E5488409 56.40 57.40 0.5890
E5488410 57.40 58.60 0.2165
E5488411 58.60 60.00 0.0940
E5488412 60.00 61.10 0.5380
E5488413 61.10 62.10 0.2420
E5488415 62.10 63.00 1.8700
E5488416 63.00 64.50 0.2290
E5488417 64.50 66.00 0.2810
E5488418 66.00 67.30 0.3370
E5488419 67.30 68.00 0.4890
E5488420 68.00 68.60 0.1750
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E5488421 68.60 69.80 0.4900
E5488422 69.80 70.80 0.0805
E5488423 70.80 71.70 0.4890
E5488425 71.70 72.40 0.2090
E5488426 72.40 73.50 0.1140
E5488427 73.50 75.00 0.0900
E5488428 75.00 76.50 0.0490
E5488429 76.50 78.00 0.1350
E5488430 78.00 79.50 0.0170
E5488431 79.50 81.00 0.0160
E5488432 81.00 82.40 0.0110
E5488433 82.40 83.50 0.0110
E5488434 83.50 84.50 0.0420
E5488436 84.50 85.50 1.3000
E5488437 85.50 87.00 0.1620
E5488438 87.00 88.50 0.1790
E5488439 88.50 90.00 0.0100
E5488440 90.00 91.50 0.0370
E5488441 91.50 93.00 0.0150
E5488442 93.00 94.50 0.0040
E5488443 94.50 96.00 0.0050
E5488444 96.00 97.00 0.0290
E5488445 97.00 97.80 1.1900
E5488447 97.80 99.00 0.5470
E5488448 99.00 100.50 0.0660
E5488449 100.50 102.00 0.2960
E5488450 102.00 103.00 0.5350
E5488451 103.00 104.10 0.2090
E5488452 104.10 105.00 0.9510
E5488453 105.00 105.40 0.2850
E5488454 105.40 106.20 1.3100
E5488456 106.20 106.80 0.0560
E5488457 106.80 107.90 0.1020
E5488458 107.90 109.10 0.0710
E5488459 109.10 110.20 0.0610
E5488460 110.20 111.30 0.0646
E5488461 111.30 112.60 0.7360
E5488462 112.60 113.20 0.1320
E5488463 113.20 114.00 0.0450
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E5488465 114.00 115.50 0.0240
E5488466 115.50 117.00 0.1330
E5488467 117.00 118.50 0.4470
E5488468 118.50 120.00 0.0560
E5488469 120.00 121.50 0.0980
E5488470 121.50 123.00 0.5880
E5488471 123.00 124.10 2.0400
E5488472 124.10 124.50 0.1395
E5488473 124.50 126.00 0.1340
E5488475 126.00 127.50 0.0330
E5488476 127.50 129.00 0.0850
E5488477 129.00 130.40 0.0420
E5488478 130.40 131.90 0.0090
E5488479 131.90 133.00 0.0120
E5488480 133.00 134.20 0.1040
E5488481 134.20 135.50 0.0070
E5488482 135.50 136.80 0.0200
E5488483 136.80 137.50 1.0500
E5488485 137.50 138.50 0.3210
E5488486 138.50 139.70 0.1920
E5488487 139.70 141.00 0.0510
E5488488 141.00 142.50 0.0120
E5488489 142.50 144.00 0.0020
E5488490 144.00 145.50 0.0020
E5488491 145.50 147.00 0.0090
E5488492 147.00 148.50 0.0280
E5488493 148.50 149.40 0.0950
E5488495 149.40 150.60 0.0190
E5488496 150.60 151.60 0.0380
E5488497 151.60 153.00 0.1675
E5488498 188.60 189.30 0.0375
E5488499 189.30 189.70 0.0680
E5488500 189.70 191.00 0.1450
E5488501 191.00 192.30 0.0560
E5488502 192.30 193.60 0.2420
E5488504 193.60 195.00 0.0940
E5488505 195.00 196.50 0.1200
E5488506 196.50 197.10 0.0780
E5488507 197.10 197.60 0.2460
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E5488508 197.60 198.80 0.0760
E5488509 198.80 199.70 0.1100
E5488510 199.70 200.60 0.0665
E5488511 200.60 201.20 0.0400
E5488512 201.20 202.70 0.1660
E5488513 202.70 204.00 0.2350
E5488515 204.00 205.50 0.0790
E5488516 205.50 207.00 0.0320
E5488517 207.00 207.90 0.0070
E5488518 207.90 209.20 0.0150
E5488519 209.20 210.10 0.0340
E5488520 210.10 211.50 0.0300
E5488521 211.50 213.00 0.0200
E5488522 213.00 214.50 0.0200
E5488523 214.50 215.10 0.0524
E5488525 215.10 216.00 0.0490
E5488526 216.00 217.20 0.0280
E5488527 217.20 218.10 0.0140
E5488528 218.10 219.00 0.0260
E5488529 219.00 220.50 0.2020
E5488530 220.50 222.00 0.0520
E5488531 222.00 223.50 0.0250
E5488532 223.50 225.00 0.0090
E5488533 225.00 226.50 0.0160
E5488535 226.50 228.00 0.0740
E5488536 228.00 228.50 0.0480
E5488537 228.50 229.90 0.0590
E5488538 229.90 231.00 0.0350
E5488539 231.00 232.50 0.0550
E5488540 232.50 234.00 0.0470
E5488541 234.00 235.50 0.0290
E5488542 235.50 237.00 0.0240
E5488543 237.00 238.50 0.0320
E5488545 238.50 240.00 0.0150
E5488546 240.00 241.50 0.0730
E5488547 241.50 243.00 0.0470
E5488548 243.00 244.50 0.3100
E5488549 244.50 246.00 0.3200
E5488550 246.00 247.50 0.0400
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E5488551 247.50 249.00 0.0220
E5488552 249.00 250.20 0.0650
E5488553 250.20 251.00 0.0180
E5488554 251.00 252.00 0.1030
E5488556 252.00 253.30 0.0700
E5488557 253.30 254.80 0.7510
E5488558 254.80 255.30 4.3200
E5488559 255.30 256.80 2.8900
E5488560 256.80 258.00 0.6485
E5488561 258.00 259.50 1.0400
E5488562 259.50 261.00 0.9010
E5488563 261.00 262.20 1.1900
E5488565 262.20 262.90 2.0000
E5488566 262.90 263.90 0.1020
E5488567 263.90 264.80 0.0170
E5488568 264.80 266.20 0.0460
E5488569 266.20 267.00 0.0540
E5488570 267.00 268.40 0.0390
E5488571 268.40 269.90 0.0730
E5488572 269.90 271.40 0.0830
E5488573 271.40 272.90 0.0330
E5488575 272.90 273.40 6.6500
E5488576 273.40 274.10 0.0660
E5488577 274.10 275.60 0.9130
E5488578 275.60 276.80 0.0160
E5488579 276.80 278.00 0.0080
E5488580 278.00 279.00 3.5900
E5488581 279.00 280.10 1.3900
E5488582 280.10 281.40 0.3430
E5488583 281.40 282.40 0.1150
E5488584 282.40 283.20 0.4690
E5488586 283.20 284.00 0.2050
E5488587 284.00 285.00 0.2215
E5488588 285.00 286.00 0.2420
E5488589 286.00 287.00 0.0090
E5488590 287.00 288.00 0.0160
E5488591 302.00 303.00 0.0640
E5488592 303.00 304.30 1.8300
E5488593 304.30 305.70 2.1800
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E5488595 305.70 306.00 0.1450
E5488596 306.00 307.30 2.3700
E5488597 307.30 308.70 0.8220
E5488598 308.70 309.80 0.7390
E5488599 309.80 310.90 0.0865
E5488600 310.90 312.10 0.0160
E5488601 312.10 313.10 0.0060
E5488602 313.10 314.50 0.0040
E5488603 331.90 332.80 0.0820
E5488604 332.80 333.50 0.1170
E5488605 333.50 334.50 0.7360
E5488607 334.50 336.00 0.6030
E5488608 336.00 337.50 0.0670
E5488609 337.50 339.00 3.9400
E5488610 339.00 340.20 0.6750
E5488611 340.20 341.50 0.1780
E5488612 341.50 342.90 0.1225
E5488613 342.90 343.60 0.2040
E5488615 343.60 345.10 0.8720
E5488616 345.10 346.30 0.5970
E5488617 346.30 347.10 0.4580
E5488618 347.10 348.00 1.9700
E5488619 348.00 349.00 0.9780
E5488620 349.00 350.00 0.5100
E5488621 350.00 351.30 1.3700
E5488622 351.30 352.80 0.8130
E5488623 352.80 354.30 0.1790
E5488625 354.30 355.80 0.4800
E5488626 355.80 357.30 0.5700
E5488627 357.30 358.70 1.1500
E5488628 358.70 360.00 0.7560
E5492452 360.00 361.00 0.1385
E5492453 361.00 362.00 0.3520
E5492454 362.00 363.00 0.6450
E5492455 363.00 364.50 0.5960
E5492457 364.50 366.00 0.5760
E5492458 366.00 367.50 0.5670
E5492459 367.50 369.00 0.9220
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GRAPHIC SUMMARY REPORT

0

6.00
HPO

6.00

43.80
VMM

43.80

50.80
ISO

50.80

122.30
VMM

122.30

126.30
ISO

126.30

141.20
VMM

141.20

172.60
ISO

172.60

218.40
ISO

218.40

221.90
ACG

221.90

312.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371571.000000 552420.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-008              DDH

Hislop Township

YES L24686

DECIMAL METRIC

212.00 -55.00

bhua

Garant

0 312.00

Completed: Mar 17, 2013Start Date: Mar 15, 2013

Entered On: Mar 17, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-008                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371571.00 North: Collar Az:

Location: Hislop Township East: 552420.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 15, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 17, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-55.00

212.00

312.00

0.00

312.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first good reading 21.00 mag field = 5512214.30 214.30-54.70 -54.70EZ Shot OK EZ Shot OK

54.00 mag field = 5477 105.00 mag field = 5401205.60 206.50-54.60 -54.40EZ Shot DO EZ Shot DO

156.00 mag field = 5625 207.00 mag field = 5555215.40 214.80-54.90 -54.30EZ Shot OK EZ Shot OK

258.00 mag field = 5689 312.00 mag field = 5582211.90 217.10-54.60 -55.40EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 6.00 HPO, OVERBURDEN E5488629 5.00 6.00 1.00 0.82
OVERBURDEN -
6m of casing used.  Boulders and hematized VMM recovered.
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Hole Number: HP13-008                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

6.00 43.80 VMM, MAFIC VOLCANIC MASSIVE E5488630 6.00 6.50 0.50 0.32
E5488631 6.50 7.60 1.10 1.39
E5488632 7.60 8.70 1.10 1.58
E5488634 8.70 9.70 1.00 1.65
E5488635 9.70 10.70 1.00 2.24
E5488636 10.70 12.00 1.30 2.26
E5488637 12.00 13.50 1.50 2.06
E5488638 13.50 15.00 1.50 2.75
E5488639 15.00 16.30 1.30 0.82
E5488640 16.30 17.60 1.30 0.65
E5488641 17.60 18.10 0.50 0.69
E5488642 18.10 19.50 1.40 1.31
E5488644 19.50 21.00 1.50 0.68
E5488645 21.00 22.40 1.40 0.22
E5488646 22.40 23.90 1.50 1.75
E5488647 23.90 24.90 1.00 2.44
E5488648 24.90 26.00 1.10 0.15
E5488649 26.00 27.00 1.00 0.05
E5488650 27.00 28.00 1.00 0.01
E5488651 28.00 29.20 1.20 0.01
E5488652 29.20 30.20 1.00 0.43
E5488654 30.20 31.00 0.80 0.95
E5488655 31.00 31.80 0.80 0.51
E5488656 31.80 32.40 0.60 2.14
E5488657 32.40 33.10 0.70 0.77
E5488658 33.10 34.20 1.10 0.07
E5488659 34.20 35.70 1.50 0.21
E5488660 35.70 37.00 1.30 0.31
E5488661 37.00 37.80 0.80 0.07
E5488662 37.80 38.50 0.70 0.50
E5488664 38.50 40.00 1.50 0.16
E5488665 40.00 41.50 1.50 0.14
E5488666 41.50 42.70 1.20 0.68
E5488667 42.70 43.80 1.10 0.42

HEMATIZED MAFIC VOLCANIC ROCK WITH MINOR SYENITIC INTRUSIONS -
Rock is black with red tint throughout decreasing with depth.  Aphantic.
Moderate SIL present at top of hole with semi-pervasive HE throughout being
moderate to strong in intensity.  Very fine grained fracture controlled PY is
present throughout with fractures more concentration at top of hole decreasing
with depth.  Concentration of fractures and mineralization can up to to 10%.
Low to moderate concentrations of CAR fracture fillings and veinlets, but also QZ
fracture fillings and veinlets as separate system.  CAR veinlets can contain
brecciated clasts.  Rock is hard with patchy moderate magnetism increasing with
depth.
Entire interval is of interest.

43.80 50.80 ISO, SYENITIC INTRUSIVE E5488668 43.80 45.00 1.20 0.15
E5488669 45.00 46.00 1.00 0.11
E5488670 46.00 47.00 1.00 0.08
E5488671 47.00 48.00 1.00 0.20
E5488672 48.00 49.40 1.40 0.18
E5488673 49.40 50.80 1.40 0.03

HORNBLENDE SYENITE -
Rock is pink in colour.  medium grained with minor amphibole phenocrysts
present.  Distinct upper contact 70 degrees TCA.  Moderate pervasive HE
alteration present throughout.  Trace pyrite present, none visible.  Low
concentration of CAR stringers.  Rock is hard with no magnetism.
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Hole Number: HP13-008                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

50.80 122.30 VMM, MAFIC VOLCANIC MASSIVE E5488674 50.80 52.30 1.50 0.01
E5488675 52.30 54.60 2.30 0.01
E5488676 54.60 55.00 0.40 0.22
E5488677 55.00 56.20 1.20 0.02
E5488678 56.20 57.70 1.50 0.07
E5488679 57.70 59.20 1.50 0.70
E5488680 59.20 60.70 1.50 0.12
E5488681 60.70 62.20 1.50 0.11
E5488682 62.20 62.80 0.60 8.91
E5488684 62.80 64.20 1.40 0.22
E5488685 64.20 65.50 1.30 0.17
E5488686 65.50 66.70 1.20 0.33
E5488687 66.70 67.60 0.90 0.29
E5488688 67.60 68.90 1.30 0.06
E5488689 68.90 70.30 1.40 0.24
E5488690 70.30 71.60 1.30 0.15
E5488691 71.60 73.00 1.40 0.23
E5488692 73.00 74.00 1.00 0.88
E5488694 74.00 75.00 1.00 0.25
E5488695 75.00 76.50 1.50 0.20
E5488696 76.50 78.00 1.50 0.26
E5488697 78.00 79.40 1.40 0.22
E5488698 79.40 80.70 1.30 0.06
E5488699 80.70 82.20 1.50 0.11
E5488700 82.20 83.60 1.40 0.51
E5488701 83.60 84.30 0.70 0.77
E5488703 84.30 85.60 1.30 0.05
E5488704 85.60 87.00 1.40 0.06
E5488705 87.00 88.50 1.50 0.73
E5488706 88.50 90.00 1.50 0.27
E5488707 90.00 91.50 1.50 0.40
E5488708 91.50 93.00 1.50 0.02
E5488709 93.00 94.00 1.00 0.16
E5488710 94.00 95.10 1.10 0.54
E5488711 95.10 96.00 0.90 0.57
E5488712 96.00 96.80 0.80 0.17
E5488713 96.80 98.20 1.40 0.03
E5488715 98.20 99.60 1.40 0.05
E5488716 99.60 100.30 0.70 0.97
E5488717 100.30 101.80 1.50 0.03
E5488718 101.80 103.30 1.50 0.29
E5488719 103.30 104.80 1.50 0.01
E5488720 104.80 106.30 1.50 0.01

MAFIC VOLCANIC ROCK WITH FRACTURE CONTROLLED
ALTERATION/MINERALIZATION -
Rock is dark grey with patchy red tints.  Aphanitic to fine grained.  Fracture
controlled HE and BLE with possible ALB present.  Minor patchy SIL.  PY is
mainly fracture/vein controlled but sparser and over smaller intervals than in
collared VMM.  Moderate concentration of CAR stringers and fracture fillings.  No
significant structure.  Rock is moderate to hard with patchy moderate magnetism
away from fractures.
Entire unit is of interest
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Hole Number: HP13-008                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5488721 106.30 107.80 1.50 0.01
E5488722 107.80 109.30 1.50 0.01
E5488724 109.30 110.80 1.50 0.01
E5488725 110.80 112.10 1.30 0.01
E5488726 112.10 113.40 1.30 0.24
E5488727 113.40 114.80 1.40 0.07
E5488728 114.80 116.20 1.40 0.01
E5488729 116.20 116.80 0.60 0.26
E5488730 116.80 118.20 1.40 0.05
E5488731 118.20 119.60 1.40 0.06
E5488732 119.60 121.00 1.40 0.07
E5488733 121.00 122.30 1.30 0.12

122.30 126.30 ISO, SYENITIC INTRUSIVE E5488735 122.30 123.60 1.30 0.02
E5488736 123.60 125.00 1.40 0.00
E5488737 125.00 126.30 1.30 0.01

HORNBLENDE SYENITE -
Rock is pink in colour.  medium grained with minor amphibole phenocrysts
present.  Distinct upper contact 50 degrees TCA.  Moderate pervasive HE
alteration present throughout.  Trace pyrite present, none visible.  Low
concentration of CAR stringers.  Rock is hard with no magnetism.

126.30 141.20 VMM, MAFIC VOLCANIC MASSIVE E5488738 126.30 126.80 0.50 0.04
E5488739 126.80 128.30 1.50 0.29
E5488740 128.30 129.60 1.30 0.20
E5488741 129.60 130.80 1.20 0.04
E5488742 130.80 132.00 1.20 0.01
E5488744 132.00 133.50 1.50 0.00
E5488745 133.50 135.00 1.50 0.07
E5488746 135.00 136.20 1.20 0.16
E5488747 136.20 137.60 1.40 0.89
E5488748 137.60 138.30 0.70 0.18
E5488749 138.30 139.80 1.50 0.04
E5488750 139.80 141.20 1.40 0.10

MAFIC VOLCANIC ROCK WITH FRACTURE CONTROLLED
ALTERATION/MINERALIZATION -
Rock is dark grey with patchy red tints.  Aphanitic to fine grained.  Fracture
controlled HE and BLE.  EP alteration is present towards lower contact with ISO.
PY is mainly fracture/vein controlled but sparsely concentrated and infrequent.
Moderate concentration of CAR stringers and fracture fillings.  No significant
structure.  Rock is moderate to hard with patchy moderate magnetism away
from fractures.

141.20 172.60 ISO, SYENITIC INTRUSIVE E5488751 141.20 142.10 0.90 0.07
E5488752 142.10 143.40 1.30 0.06
E5488753 170.50 171.60 1.10 0.19
E5488754 171.60 172.60 1.00 0.76

HORNBLENDE SYENITE -
Rock is pink in colour.  Medium grained with amphibole phenocrysts in high
concentration.  Distinct upper contact 50 degrees TCA.  Moderate pervasive HE
alteration present throughout.  Trace pyrite present, none visible.  Low
concentration of CAR stringers.  Rock is hard with no magnetism.
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Hole Number: HP13-008                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

172.60 218.40 ISO, SYENITIC INTRUSIVE E5488755 172.60 173.50 0.90 0.23
E5488757 173.50 174.30 0.80 1.14
E5488758 174.30 175.60 1.30 0.06
E5488759 175.60 177.00 1.40 0.15
E5488760 177.00 178.50 1.50 0.12
E5488761 178.50 180.00 1.50 0.08
E5488762 180.00 181.50 1.50 0.06
E5488764 181.50 183.00 1.50 0.07
E5488765 183.00 183.90 0.90 0.54
E5488766 183.90 184.40 0.50 0.20
E5488767 184.40 185.50 1.10 0.17
E5488768 185.50 186.70 1.20 0.13
E5488769 186.70 187.70 1.00 0.06
E5488770 187.70 188.70 1.00 0.11
E5488771 188.70 189.50 0.80 0.06
E5488772 189.50 190.20 0.70 0.36
E5488773 190.20 191.00 0.80 0.08
E5488774 191.00 192.10 1.10 0.05
E5488776 192.10 193.60 1.50 0.05
E5488777 193.60 195.10 1.50 0.09
E5488778 195.10 196.60 1.50 0.04
E5488779 196.60 198.10 1.50 0.08
E5488780 198.10 199.50 1.40 0.09
E5488781 199.50 201.00 1.50 0.28
E5488782 201.00 202.50 1.50 0.06
E5488784 202.50 204.00 1.50 0.06
E5488785 204.00 205.50 1.50 0.35
E5488786 205.50 207.00 1.50 0.10
E5488787 207.00 208.50 1.50 0.46
E5488788 208.50 210.00 1.50 1.49
E5488789 210.00 211.50 1.50 1.60
E5488790 211.50 213.00 1.50 4.60
E5488791 213.00 214.20 1.20 9.64
E5488792 214.20 215.40 1.20 2.43
E5488794 215.40 216.20 0.80 1.23
E5488795 216.20 217.00 0.80 1.58
E5488796 217.00 217.70 0.70 1.76
E5488797 217.70 218.40 0.70 1.21

SILICIFIED AND ALBITIZED FELDSPAR PORPHYRITIC SYENITE -
Rock is dark purple to pink with green patches where EP alteration exists.  Fine
grained matrix with megacrysts of feldspar more dominant at depth.  Pervasive
strong SIL throughout with patchy intervals of EP alteration.  HE is strong and
more dominant at depth with fracture controlled SER.  Approximately 1% m.g.
and c.g. PY disseminated throughout.  Low concentration of QZ/CAR
stringers/fracture fillings at various angles TCA.  Rock is hard with no
magnetism.



Page 6 of 10Dec 12, 2013 DETAILED LOG

Hole Number: HP13-008                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

218.40 221.90 ACG, GREEN CARBONATE ALTERED ROCK E5488798 218.40 219.50 1.10 0.75
E5488799 219.50 220.70 1.20 0.45
E5488801 220.70 221.90 1.20 0.57

WEAKLY FUCHSITE ALTERED GREEN CARBONATE -
Rock is pale green.  Aphanitic.  Distinct upper contact 30-40 degrees TCA with
minor brecciated contact approximately 15cm in true width.  Weak patchy to
semi-pervasive SIL present with weak patchy FUS alteration.  Very fine grained
disseminated PY present in moderate concentration.  Patchy intervals of
brecciation.  CAR fracture fillings present in moderate to high conentration.  Rock
is moderate with no magnetism.
Entire unit is of interest.

221.90 312.00 VUO, ULTRAMAFIC VOLCANIC E5488802 221.90 223.00 1.10 2.82
E5488803 223.00 224.00 1.00 0.35ULTRAMAFIC ROCK -

Rock is black.  Aphanitic.  Distinct upper contact 75 degrees TCA.  Pervasive CHL
alteration throughout moderate to strong.  Trace amounts of PY, but can be seen
over minor intervals coarse grained.  CAR fracture fillings and veinlets present
throughout.  Local brecciated clasts near upper contact with PY.  Rock is very
soft with patchy moderate magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488629 5.00 6.00 0.8175
E5488630 6.00 6.50 0.3170
E5488631 6.50 7.60 1.3900
E5488632 7.60 8.70 1.5800
E5488634 8.70 9.70 1.6500
E5488635 9.70 10.70 2.2400
E5488636 10.70 12.00 2.2600
E5488637 12.00 13.50 2.0600
E5488638 13.50 15.00 2.7500
E5488639 15.00 16.30 0.8210
E5488640 16.30 17.60 0.6540
E5488641 17.60 18.10 0.6915
E5488642 18.10 19.50 1.3100
E5488644 19.50 21.00 0.6780
E5488645 21.00 22.40 0.2180
E5488646 22.40 23.90 1.7500
E5488647 23.90 24.90 2.4400
E5488648 24.90 26.00 0.1480
E5488649 26.00 27.00 0.0530
E5488650 27.00 28.00 0.0050
E5488651 28.00 29.20 0.0100
E5488652 29.20 30.20 0.4270
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Hole Number: HP13-008                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488654 30.20 31.00 0.9545
E5488655 31.00 31.80 0.5060
E5488656 31.80 32.40 2.1400
E5488657 32.40 33.10 0.7710
E5488658 33.10 34.20 0.0680
E5488659 34.20 35.70 0.2100
E5488660 35.70 37.00 0.3070
E5488661 37.00 37.80 0.0670
E5488662 37.80 38.50 0.5040
E5488664 38.50 40.00 0.1620
E5488665 40.00 41.50 0.1390
E5488666 41.50 42.70 0.6820
E5488667 42.70 43.80 0.4200
E5488668 43.80 45.00 0.1450
E5488669 45.00 46.00 0.1050
E5488670 46.00 47.00 0.0760
E5488671 47.00 48.00 0.2010
E5488672 48.00 49.40 0.1780
E5488673 49.40 50.80 0.0280
E5488674 50.80 52.30 0.0100
E5488675 52.30 54.60 0.0090
E5488676 54.60 55.00 0.2150
E5488677 55.00 56.20 0.0220
E5488678 56.20 57.70 0.0680
E5488679 57.70 59.20 0.6980
E5488680 59.20 60.70 0.1160
E5488681 60.70 62.20 0.1080
E5488682 62.20 62.80 8.9100
E5488684 62.80 64.20 0.2240
E5488685 64.20 65.50 0.1710
E5488686 65.50 66.70 0.3330
E5488687 66.70 67.60 0.2850
E5488688 67.60 68.90 0.0570
E5488689 68.90 70.30 0.2420
E5488690 70.30 71.60 0.1450
E5488691 71.60 73.00 0.2255
E5488692 73.00 74.00 0.8790
E5488694 74.00 75.00 0.2510
E5488695 75.00 76.50 0.2020
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Hole Number: HP13-008                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488696 76.50 78.00 0.2590
E5488697 78.00 79.40 0.2200
E5488698 79.40 80.70 0.0630
E5488699 80.70 82.20 0.1060
E5488700 82.20 83.60 0.5100
E5488701 83.60 84.30 0.7700
E5488703 84.30 85.60 0.0510
E5488704 85.60 87.00 0.0553
E5488705 87.00 88.50 0.7260
E5488706 88.50 90.00 0.2680
E5488707 90.00 91.50 0.4020
E5488708 91.50 93.00 0.0220
E5488709 93.00 94.00 0.1580
E5488710 94.00 95.10 0.5410
E5488711 95.10 96.00 0.5710
E5488712 96.00 96.80 0.1650
E5488713 96.80 98.20 0.0290
E5488715 98.20 99.60 0.0510
E5488716 99.60 100.30 0.9715
E5488717 100.30 101.80 0.0310
E5488718 101.80 103.30 0.2890
E5488719 103.30 104.80 0.0100
E5488720 104.80 106.30 0.0130
E5488721 106.30 107.80 0.0050
E5488722 107.80 109.30 0.0090
E5488724 109.30 110.80 0.0060
E5488725 110.80 112.10 0.0050
E5488726 112.10 113.40 0.2420
E5488727 113.40 114.80 0.0680
E5488728 114.80 116.20 0.0130
E5488729 116.20 116.80 0.2580
E5488730 116.80 118.20 0.0450
E5488731 118.20 119.60 0.0550
E5488732 119.60 121.00 0.0670
E5488733 121.00 122.30 0.1200
E5488735 122.30 123.60 0.0240
E5488736 123.60 125.00 0.0040
E5488737 125.00 126.30 0.0130
E5488738 126.30 126.80 0.0370
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Hole Number: HP13-008                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488739 126.80 128.30 0.2880
E5488740 128.30 129.60 0.2010
E5488741 129.60 130.80 0.0389
E5488742 130.80 132.00 0.0140
E5488744 132.00 133.50 0.0040
E5488745 133.50 135.00 0.0740
E5488746 135.00 136.20 0.1550
E5488747 136.20 137.60 0.8910
E5488748 137.60 138.30 0.1760
E5488749 138.30 139.80 0.0410
E5488750 139.80 141.20 0.0960
E5488751 141.20 142.10 0.0670
E5488752 142.10 143.40 0.0580
E5488753 170.50 171.60 0.1930
E5488754 171.60 172.60 0.7630
E5488755 172.60 173.50 0.2310
E5488757 173.50 174.30 1.1400
E5488758 174.30 175.60 0.0616
E5488759 175.60 177.00 0.1530
E5488760 177.00 178.50 0.1170
E5488761 178.50 180.00 0.0800
E5488762 180.00 181.50 0.0580
E5488764 181.50 183.00 0.0720
E5488765 183.00 183.90 0.5400
E5488766 183.90 184.40 0.2040
E5488767 184.40 185.50 0.1690
E5488768 185.50 186.70 0.1335
E5488769 186.70 187.70 0.0640
E5488770 187.70 188.70 0.1070
E5488771 188.70 189.50 0.0630
E5488772 189.50 190.20 0.3620
E5488773 190.20 191.00 0.0780
E5488774 191.00 192.10 0.0530
E5488776 192.10 193.60 0.0470
E5488777 193.60 195.10 0.0920
E5488778 195.10 196.60 0.0350
E5488779 196.60 198.10 0.0760
E5488780 198.10 199.50 0.0870
E5488781 199.50 201.00 0.2760
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Hole Number: HP13-008                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488782 201.00 202.50 0.0560
E5488784 202.50 204.00 0.0560
E5488785 204.00 205.50 0.3460
E5488786 205.50 207.00 0.0980
E5488787 207.00 208.50 0.4610
E5488788 208.50 210.00 1.4900
E5488789 210.00 211.50 1.6000
E5488790 211.50 213.00 4.6000
E5488791 213.00 214.20 9.6400
E5488792 214.20 215.40 2.4300
E5488794 215.40 216.20 1.2300
E5488795 216.20 217.00 1.5800
E5488796 217.00 217.70 1.7600
E5488797 217.70 218.40 1.2100
E5488798 218.40 219.50 0.7520
E5488799 219.50 220.70 0.4480
E5488801 220.70 221.90 0.5700
E5488802 221.90 223.00 2.8200
E5488803 223.00 224.00 0.3470
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371571.000000 552420.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-009              DDH

Hislop Township

YES L24686

DECIMAL METRIC

212.00 -45.00

bhua

Garant

0 279.00

Completed: Mar 19, 2013Start Date: Mar 17, 2013

Entered On: Mar 20, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-009                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371571.00 North: Collar Az:

Location: Hislop Township East: 552420.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 17, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 19, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-45.00

212.00

279.00

0.00

279.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar Az v. problematic, used Field Checked Az 21.00 mag field = 5551210.00 222.80-45.00 -46.20EZ Shot OK EZ Shot OK

72.00 mag field = 5766 105.00 mag field = 5605; Mag ok but suspect Az off220.10 195.30-46.00 -45.70EZ Shot OK EZ Shot DO

126.00 mag field = 5219; Mag too low, suspect Az off 177.00 mag field = 5501207.40 215.50-45.70 -46.30EZ Shot DO EZ Shot OK

228.00 mag field = 5607 276.00 mag field = 5600212.60 212.10-45.80 -46.50EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 6.00 HPO, OVERBURDEN
OVERBURDEN -
6m of casing used.  only boulders recovered.
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Hole Number: HP13-009                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

6.00 96.90 VMM, MAFIC VOLCANIC MASSIVE E5488804 6.00 7.00 1.00 2.13
E5488805 7.00 8.00 1.00 1.89
E5488806 8.00 9.00 1.00 1.26
E5488807 9.00 10.00 1.00 1.20
E5488809 10.00 10.90 0.90 6.09
E5488810 10.90 12.00 1.10 1.14
E5488811 12.00 13.50 1.50 1.67
E5488812 13.50 15.00 1.50 0.15
E5488813 15.00 16.10 1.10 1.81
E5488814 16.10 17.00 0.90 1.56
E5488815 17.00 17.40 0.40 0.56
E5488816 17.40 18.00 0.60 1.56
E5488817 18.00 19.50 1.50 0.64
E5488818 19.50 21.00 1.50 0.73
E5488820 21.00 22.50 1.50 0.01
E5488821 22.50 24.00 1.50 0.04
E5488822 24.00 24.90 0.90 0.35
E5488823 24.90 26.10 1.20 1.78
E5488824 26.10 27.00 0.90 0.09
E5488825 27.00 27.70 0.70 0.21
E5488826 27.70 29.20 1.50 0.09
E5488827 29.20 30.70 1.50 0.01
E5488828 30.70 32.20 1.50 0.01
E5488830 32.20 33.70 1.50 0.01
E5488831 33.70 35.10 1.40 0.08
E5488832 35.10 36.30 1.20 0.03
E5488833 36.30 37.90 1.60 0.04
E5488834 37.90 38.40 0.50 0.10
E5488835 38.40 39.50 1.10 0.68
E5488836 39.50 40.80 1.30 0.08
E5488838 40.80 42.00 1.20 0.79
E5488839 42.00 43.50 1.50 1.06
E5488840 43.50 45.00 1.50 0.07
E5488841 45.00 46.50 1.50 0.22
E5488842 46.50 48.00 1.50 0.08
E5488843 48.00 49.50 1.50 0.20
E5488844 49.50 50.80 1.30 0.71
E5488845 50.80 51.60 0.80 1.31
E5488846 51.60 52.50 0.90 0.42
E5488848 52.50 53.70 1.20 0.36
E5488849 53.70 54.20 0.50 1.17
E5488850 54.20 55.00 0.80 0.29
E5488851 55.00 55.70 0.70 0.54

HEMATIZED MAFIC ROCK WITH MINOR SYENITIC INTRUSIONS -
Rock is dark grey with red tint.  Aphanitic.  Semi-pervasive to pervasive HE
alteration decreases with depth.  SIL is present with increased PY mineralization
at top of hole.  PY mineralization appears to be fracture controlled and
disseminated over broad ranges up to 10%.  PY is very fine grained to fine
grained.  CAR fracture fillings and veinlets present with some QZ veins causing
brecciation of wall rock, doesn't appear to be associated with PY mineralization.
Rock is hard with patchy moderate magnetism where PY mineralization
decreases.
Intervals of interest:
6-37.9: Semi-pervasive HE alteration and SIL decreasing with depth.  Fracture
controlled PY mineralization can appear disseminated over broad ranges up to
10%.  Low concentration of CAR fracture fillings.  Minor syenitic intrusions.
50.8-54.2: Moderate patchy ALB alteration.  7-10% v.f.g. disseminated PY.
8-10% CAR veinlets.
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Hole Number: HP13-009                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5488852 55.70 56.50 0.80 0.61
E5488853 56.50 57.00 0.50 0.40
E5488854 57.00 58.50 1.50 0.34
E5488855 58.50 60.00 1.50 0.52
E5488856 60.00 60.90 0.90 0.12
E5488857 60.90 62.00 1.10 0.03
E5488859 62.00 63.00 1.00 0.07
E5488860 63.00 64.50 1.50 0.34
E5488861 64.50 66.00 1.50 0.04
E5488862 66.00 67.50 1.50 0.13
E5488863 67.50 69.00 1.50 0.09
E5488864 69.00 70.50 1.50 0.32
E5488865 70.50 72.00 1.50 0.12
E5488866 72.00 73.50 1.50 0.06
E5488867 73.50 75.00 1.50 0.06
E5488868 75.00 76.50 1.50 0.01
E5488870 76.50 78.00 1.50 0.28
E5488871 78.00 79.50 1.50 0.30
E5488872 79.50 81.00 1.50 0.03
E5488873 81.00 82.50 1.50 0.28
E5488874 82.50 84.00 1.50 0.09
E5488875 84.00 85.50 1.50 0.14
E5488876 85.50 87.00 1.50 0.27
E5488877 87.00 88.40 1.40 0.17
E5488878 88.40 89.40 1.00 0.03
E5488880 89.40 90.00 0.60 0.02
E5488881 90.00 90.80 0.80 0.17
E5488882 90.80 91.40 0.60 0.61
E5488883 91.40 92.50 1.10 0.05
E5488884 92.50 94.00 1.50 0.10
E5488885 94.00 95.50 1.50 0.13
E5488886 95.50 96.90 1.40 0.01

96.90 100.20 ISO, SYENITIC INTRUSIVE E5488887 96.90 98.00 1.10 0.02
E5488889 98.00 99.00 1.00 0.01
E5488890 99.00 100.20 1.20 0.03

FINE GRAINED HORNBLENDE SYENITE -
Rock is dark grey with brown tint.  Fine grained to medium grained matrix with
phenocrysts of hornblende up to 0.5mm in diameter.  Distinct upper contact 40
degrees TCA.  Weakly altered with possible HE.  Trace PY.  CAR fracture fillings
cross cut unit between 30-40 degrees TCA.  Rock is hard with weak pervasive
magnetism.
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Hole Number: HP13-009                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

100.20 135.40 VMM, MAFIC VOLCANIC MASSIVE E5488891 100.20 101.00 0.80 0.04
E5488892 101.00 102.00 1.00 0.08
E5488893 102.00 103.50 1.50 0.09
E5488894 103.50 105.00 1.50 0.50
E5488895 105.00 106.50 1.50 0.37
E5488896 106.50 108.00 1.50 1.41
E5488898 108.00 109.50 1.50 0.25
E5488899 109.50 111.00 1.50 0.02
E5488900 111.00 112.50 1.50 0.28
E5488901 112.50 114.00 1.50 0.51
E5488902 114.00 115.50 1.50 0.16
E5488903 115.50 117.00 1.50 0.03
E5488904 117.00 118.50 1.50 0.03
E5488905 118.50 120.00 1.50 0.03
E5488906 120.00 121.50 1.50 0.04
E5488907 121.50 123.00 1.50 0.03
E5488909 123.00 124.50 1.50 0.04
E5488910 124.50 126.00 1.50 0.26
E5488911 126.00 127.50 1.50 0.08
E5488912 127.50 129.00 1.50 0.08
E5488913 129.00 130.50 1.50 0.20
E5488914 130.50 132.00 1.50 0.00
E5488915 132.00 133.20 1.20 0.22
E5488916 133.20 134.30 1.10 0.09
E5488917 134.30 135.40 1.10 0.10

HEMATIZED MAFIC ROCK WITH MINOR SYENITIC INTRUSIONS -
Rock is dark grey with red tint.  Aphanitic.  Fracture controlled HE alteration
decreases with depth.  PY mineralization appears to be fracture controlled and
disseminated over broad ranges up to 5%.  PY is very fine grained to fine
grained.  CAR fracture fillings and veinlets present at shallow to mid angle TCA.
Rock is hard with patchy moderate magnetism where PY mineralization
decreases.

135.40 160.60 ISO, SYENITIC INTRUSIVE E5488919 135.40 136.40 1.00 0.02
E5488920 159.00 160.20 1.20 0.10
E5488921 160.20 160.60 0.40 0.13

HORNBLENDE SYENITE -
Rock matrix is white to pink with coarse grained hornblende phenocrysts.
Distinct upper contact at 70 degrees TCA causing moderate to strong HE
alteration up to 50 cm from contact.  Weak to moderate fracture controlled HE
alteration also present.  Trace amounts of PY and low concentration of CAR
fracture fillings.  Minor Feldspar porphyry intrudes unit near upper contact.  Rock
is hard with no magnetism.
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Hole Number: HP13-009                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

160.60 182.70 ISO, SYENITIC INTRUSIVE E5488922 160.60 161.90 1.30 0.83
E5488923 161.90 163.00 1.10 0.06
E5488924 163.00 164.50 1.50 0.15
E5488925 164.50 165.70 1.20 0.19
E5488926 165.70 166.80 1.10 0.12
E5488927 166.80 168.00 1.20 1.29
E5488928 168.00 169.50 1.50 0.05
E5488929 169.50 171.00 1.50 0.19
E5488930 171.00 172.50 1.50 0.09
E5488932 172.50 174.00 1.50 0.05
E5488933 174.00 175.50 1.50 0.11
E5488934 175.50 177.00 1.50 0.35
E5488935 177.00 178.50 1.50 0.33
E5488936 178.50 180.00 1.50 0.20
E5488937 180.00 181.00 1.00 0.29
E5488938 181.00 182.00 1.00 9.95
E5488939 182.00 182.70 0.70 4.75

ALBITIC AND SILICIFIED SYENITE -
Rock is dark purple with green patches.  Glassy matrix with phenocrysts up to
2cm in diameter.  Strong pervasive SIL present with an underlying albitic
alteration.  EP alteration is weak to moderate and fracture controlled.  PY present
throughout in low concentration as f.g. fracture controlled or disseminated.  Low
concentration of CAR/QZ fracture fillings.  Rock is hard with no magnetism.

182.70 186.40 VUO, ULTRAMAFIC VOLCANIC E5488940 182.70 183.60 0.90 0.94
E5488941 183.60 184.60 1.00 0.29
E5488943 184.60 185.50 0.90 0.53
E5488944 185.50 186.40 0.90 0.91

SILICIFIED AND ABLITIZED ULTRAMAFIC ROCK -
Rock is light grey.  Aphanitic to fine grained.  Distinct upper contact 40-50
degrees TCA.  Rock has pervasive SIL decreasing with depth.  Possible ALB
present around CAR brecciated veins.  Low concentration of PY, ~1% v.f.g.
disseminated.  CAR veinlets/fracture fillings present causing brecciation of wall
rock.  Rock is hard with no magnetism.
Entire unit is of interest

186.40 250.10 VUO, ULTRAMAFIC VOLCANIC E5488945 186.40 187.00 0.60 0.25
E5488946 187.00 188.00 1.00 0.04
E5488947 188.00 189.00 1.00 0.10
E5488948 249.00 250.10 1.10 0.00

ULTRAMAFIC ROCK -
Rock is dark grey to black with patchy blue tints.  Aphanitic.  Distinct upper
contact marked at possible unconformity 90 degrees TCA.  Pervasive CHL
present throughout ultramafic rock with patchy TAL.  Minor lamprophyre present
near top of unit.  Trace amounts of pyrite except for interval with c.g.
disseminated PY possibly localized around ISO and mottled CAR veinlets.
Generally, CAR fracture fillings and veinlets present in moderate concentration at
various angles.  Minor faulting is present up to 0.5m in core length.  Rock is very
soft with patchy moderate magnetism.
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Hole Number: HP13-009                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

250.10 261.10 VMM, MAFIC VOLCANIC MASSIVE E5488949 250.10 251.30 1.20 0.23
E5488950 251.30 252.00 0.70 0.31
E5488951 252.00 252.80 0.80 0.24
E5488952 252.80 253.50 0.70 0.13
E5488954 253.50 254.30 0.80 0.03
E5488955 254.30 255.20 0.90 0.32
E5488956 255.20 256.70 1.50 0.13
E5488957 256.70 257.30 0.60 0.05
E5488958 257.30 258.10 0.80 0.29
E5488959 258.10 258.90 0.80 0.28
E5488960 258.90 259.60 0.70 0.08
E5488961 259.60 261.10 1.50 0.09

MINERALIZED MAFIC ROCK -
Rock is green with pale intervals.  Fine grained.  Distinct upper contact
approximately 40 degrees TCA.  SER alteration localized around CAR/QZ podlike
veins.  PY is present in various concentrations increasing with veining.  PY is m.g.
and c.g.  CAR/QZ pods/veinlets have ductile form with folding present in veins.
Rock is hard with no magnetism.
Entire interval is of interest.

261.10 279.00 VUO, ULTRAMAFIC VOLCANIC E5488962 261.10 262.50 1.40 0.01
ULTRAMAFIC ROCK -
Rock is dark grey to black.  Aphanitic.  Distinct upper contact 75 degrees TCA.
Pervasive CHL alteration throughout with patchy TAL.  Trace amounts of PY
present, but can be seen as euhedral grains within faults at very low
concentrations.  CAR fracture fillings present at all angles.  Unit begins with a
fault of approximately 2.4m in core length.  Minor faulting occurs throughout
with rubble zones and consolidated faults.  Rock is very soft with pervasive
strong magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488804 6.00 7.00 2.1300
E5488805 7.00 8.00 1.8900
E5488806 8.00 9.00 1.2600
E5488807 9.00 10.00 1.2000
E5488809 10.00 10.90 6.0900
E5488810 10.90 12.00 1.1400
E5488811 12.00 13.50 1.6700
E5488812 13.50 15.00 0.1510
E5488813 15.00 16.10 1.8100
E5488814 16.10 17.00 1.5600
E5488815 17.00 17.40 0.5600
E5488816 17.40 18.00 1.5600
E5488817 18.00 19.50 0.6420
E5488818 19.50 21.00 0.7320
E5488820 21.00 22.50 0.0130
E5488821 22.50 24.00 0.0430
E5488822 24.00 24.90 0.3510
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Hole Number: HP13-009                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488823 24.90 26.10 1.7800
E5488824 26.10 27.00 0.0890
E5488825 27.00 27.70 0.2120
E5488826 27.70 29.20 0.0870
E5488827 29.20 30.70 0.0110
E5488828 30.70 32.20 0.0090
E5488830 32.20 33.70 0.0080
E5488831 33.70 35.10 0.0760
E5488832 35.10 36.30 0.0250
E5488833 36.30 37.90 0.0430
E5488834 37.90 38.40 0.0950
E5488835 38.40 39.50 0.6760
E5488836 39.50 40.80 0.0790
E5488838 40.80 42.00 0.7870
E5488839 42.00 43.50 1.0600
E5488840 43.50 45.00 0.0720
E5488841 45.00 46.50 0.2200
E5488842 46.50 48.00 0.0790
E5488843 48.00 49.50 0.2000
E5488844 49.50 50.80 0.7100
E5488845 50.80 51.60 1.3100
E5488846 51.60 52.50 0.4170
E5488848 52.50 53.70 0.3610
E5488849 53.70 54.20 1.1700
E5488850 54.20 55.00 0.2850
E5488851 55.00 55.70 0.5370
E5488852 55.70 56.50 0.6140
E5488853 56.50 57.00 0.3990
E5488854 57.00 58.50 0.3355
E5488855 58.50 60.00 0.5150
E5488856 60.00 60.90 0.1220
E5488857 60.90 62.00 0.0250
E5488859 62.00 63.00 0.0710
E5488860 63.00 64.50 0.3400
E5488861 64.50 66.00 0.0350
E5488862 66.00 67.50 0.1310
E5488863 67.50 69.00 0.0900
E5488864 69.00 70.50 0.3180
E5488865 70.50 72.00 0.1180
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Hole Number: HP13-009                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488866 72.00 73.50 0.0570
E5488867 73.50 75.00 0.0580
E5488868 75.00 76.50 0.0120
E5488870 76.50 78.00 0.2810
E5488871 78.00 79.50 0.2955
E5488872 79.50 81.00 0.0310
E5488873 81.00 82.50 0.2780
E5488874 82.50 84.00 0.0850
E5488875 84.00 85.50 0.1400
E5488876 85.50 87.00 0.2740
E5488877 87.00 88.40 0.1710
E5488878 88.40 89.40 0.0280
E5488880 89.40 90.00 0.0210
E5488881 90.00 90.80 0.1700
E5488882 90.80 91.40 0.6110
E5488883 91.40 92.50 0.0470
E5488884 92.50 94.00 0.0950
E5488885 94.00 95.50 0.1290
E5488886 95.50 96.90 0.0080
E5488887 96.90 98.00 0.0160
E5488889 98.00 99.00 0.0060
E5488890 99.00 100.20 0.0250
E5488891 100.20 101.00 0.0410
E5488892 101.00 102.00 0.0800
E5488893 102.00 103.50 0.0890
E5488894 103.50 105.00 0.4970
E5488895 105.00 106.50 0.3720
E5488896 106.50 108.00 1.4100
E5488898 108.00 109.50 0.2450
E5488899 109.50 111.00 0.0160
E5488900 111.00 112.50 0.2770
E5488901 112.50 114.00 0.5090
E5488902 114.00 115.50 0.1600
E5488903 115.50 117.00 0.0330
E5488904 117.00 118.50 0.0340
E5488905 118.50 120.00 0.0310
E5488906 120.00 121.50 0.0410
E5488907 121.50 123.00 0.0340
E5488909 123.00 124.50 0.0370
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Hole Number: HP13-009                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488910 124.50 126.00 0.2580
E5488911 126.00 127.50 0.0810
E5488912 127.50 129.00 0.0760
E5488913 129.00 130.50 0.2040
E5488914 130.50 132.00 0.0040
E5488915 132.00 133.20 0.2220
E5488916 133.20 134.30 0.0920
E5488917 134.30 135.40 0.1020
E5488919 135.40 136.40 0.0210
E5488920 159.00 160.20 0.1000
E5488921 160.20 160.60 0.1325
E5488922 160.60 161.90 0.8290
E5488923 161.90 163.00 0.0640
E5488924 163.00 164.50 0.1470
E5488925 164.50 165.70 0.1890
E5488926 165.70 166.80 0.1200
E5488927 166.80 168.00 1.2900
E5488928 168.00 169.50 0.0490
E5488929 169.50 171.00 0.1850
E5488930 171.00 172.50 0.0900
E5488932 172.50 174.00 0.0490
E5488933 174.00 175.50 0.1145
E5488934 175.50 177.00 0.3470
E5488935 177.00 178.50 0.3260
E5488936 178.50 180.00 0.1970
E5488937 180.00 181.00 0.2945
E5488938 181.00 182.00 9.9500
E5488939 182.00 182.70 4.7500
E5488940 182.70 183.60 0.9410
E5488941 183.60 184.60 0.2920
E5488943 184.60 185.50 0.5280
E5488944 185.50 186.40 0.9050
E5488945 186.40 187.00 0.2510
E5488946 187.00 188.00 0.0370
E5488947 188.00 189.00 0.0990
E5488948 249.00 250.10 0.0010
E5488949 250.10 251.30 0.2345
E5488950 251.30 252.00 0.3060
E5488951 252.00 252.80 0.2430
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Hole Number: HP13-009                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488952 252.80 253.50 0.1310
E5488954 253.50 254.30 0.0330
E5488955 254.30 255.20 0.3230
E5488956 255.20 256.70 0.1250
E5488957 256.70 257.30 0.0500
E5488958 257.30 258.10 0.2890
E5488959 258.10 258.90 0.2830
E5488960 258.90 259.60 0.0800
E5488961 259.60 261.10 0.0870
E5488962 261.10 262.50 0.0065
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GRAPHIC SUMMARY REPORT

0

3.00
HPO

3.00

66.80
VMM

66.80

79.10
VGB

79.10

109.80
ISO

109.80

189.80
ISO

189.80

194.00
VUO

194.00

332.40
VUO

332.40

339.00
VMM

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371612.000000 552350.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-010              DDH

Hislop Township

YES L24686

DECIMAL METRIC

212.00 -50.00

bhua

Garant

0 339.00

Completed: Mar 26, 2013Start Date: Mar 19, 2013

Entered On: Mar 25, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-010                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371612.00 North: Collar Az:

Location: Hislop Township East: 552350.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 19, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 26, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-50.00

212.00

339.00

0.00

339.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first good reading 24.00 mag field = 5781208.00 208.00-50.50 -50.50EZ Shot OK EZ Shot OK

75.00 mag field = 5507 126.00 mag field = 5776209.20 212.60-49.70 -49.80EZ Shot OK EZ Shot OK

177.00 mag field = 5515 228.00 mag field = 5542213.40 212.10-49.60 -50.20EZ Shot OK EZ Shot OK

279.00 mag field = 5570 339.00 mag field = 5664216.60 218.10-50.60 -50.60EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 3.00 HPO, OVERBURDEN
OVERBURDEN -
3m of casing used.
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Hole Number: HP13-010                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

3.00 66.80 VMM, MAFIC VOLCANIC MASSIVE E5488083 3.00 4.50 1.50 0.17
E5488084 4.50 6.00 1.50 0.02
E5488085 6.00 7.50 1.50 0.01
E5488086 7.50 9.00 1.50 0.00
E5488087 9.00 10.00 1.00 0.56
E5488088 10.00 11.20 1.20 0.42
E5488090 11.20 12.30 1.10 0.47
E5488091 12.30 13.60 1.30 0.85
E5488092 13.60 15.00 1.40 0.11
E5488093 15.00 15.60 0.60 0.76
E5488094 15.60 16.60 1.00 0.29
E5488095 16.60 17.60 1.00 0.86
E5488096 17.60 18.40 0.80 0.92
E5488097 18.40 19.60 1.20 0.64
E5488098 19.60 20.60 1.00 0.32
E5488100 20.60 21.30 0.70 1.27
E5488101 21.30 22.20 0.90 2.07
E5488102 22.20 23.00 0.80 0.03
E5488103 23.00 24.00 1.00 0.10
E5488104 24.00 25.50 1.50 0.03
E5488105 25.50 27.00 1.50 0.09
E5488106 27.00 27.90 0.90 0.03
E5488107 27.90 29.10 1.20 0.07
E5488108 29.10 30.00 0.90 0.41
E5488110 30.00 31.00 1.00 1.03
E5488111 31.00 32.20 1.20 1.45
E5488112 32.20 33.00 0.80 0.06
E5488113 33.00 34.50 1.50 0.02
E5488114 34.50 36.00 1.50 0.03
E5488115 36.00 37.50 1.50 0.00
E5488116 37.50 39.00 1.50 0.03
E5488117 39.00 40.50 1.50 0.07
E5488118 40.50 42.00 1.50 0.02
E5488120 42.00 43.50 1.50 0.63
E5488121 43.50 45.00 1.50 0.03
E5488122 45.00 46.50 1.50 0.02
E5488123 46.50 48.00 1.50 0.03
E5488124 48.00 49.50 1.50 0.64
E5488125 49.50 51.00 1.50 0.00
E5488126 51.00 52.50 1.50 0.01
E5488127 52.50 54.00 1.50 0.02
E5488128 54.00 55.00 1.00 0.01
E5488130 55.00 56.10 1.10 0.01

MAFIC VOLCANIC ROCK -
Rock is dark green.  Aphanitic.  HE can be found as fracture controlled and
patchy along with more prominant BLE.  Increased in SIL and SER with higher
concentrated pyrite mineralization.  Low concentration of CAR fracture fillings
and stringers.  CAL stringers present with depth.  QZ veinlets present with higher
mineralization around areas of SIL.  No significant structure.  Rock is moderate
with patchy moderate magnetism.
Intervals of interest:
12.3-23.0m: v.f.g. fracture controlled PY mineralization up to 2%, but locally
concentrated up to 5%.  Patchy to semi-pervasive BLE and HE alteration.   SER
can be seen around fractures.
29.1-32.2m: v.f.g. fracture controlled and disseminated PY mineralization up to
4%.  QZ veinlets present.  Moderate patchy SIL with fracture controlled HE and
BLE present.
56.1-56.6m: v.f.g. fracture controlled PY mineralization up to 2%.  Present within
an area of BLE'ed rock.
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Hole Number: HP13-010                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5488131 56.10 56.60 0.50 1.15
E5488132 56.60 57.60 1.00 0.63
E5488133 57.60 58.70 1.10 0.09

66.80 79.10 VGB, BIOTITIC GABBRO
BIOTITIC GABBRO -
Rock is dark green.  Fine grained with coarse grained biotite flakes present.
Possible recrystalized biotite making rock likely mafic volcanic.  Upper contact is
60 degrees TCA marked at ISO intrusion where afterwards, pervasive biotite is
present.  Fracture controlled HE.  Minor feldspar porphyritic syenites present.
CAR fracture fillings and stringers present in low concentration.  Rock is soft with
patchy magnetism.

79.10 109.80 ISO, SYENITIC INTRUSIVE E5488134 105.00 105.80 0.80 0.63
E5488135 105.80 106.40 0.60 4.42
E5488136 106.40 107.80 1.40 0.11
E5488137 107.80 109.00 1.20 0.07
E5488138 109.00 109.80 0.80 0.10

HORNBLENDE SYENITE -
Rock matrix is white to pink with coarse grained hornblende phenocrysts.
Distinct upper contact at 70 degrees TCA causing moderate to strong HE
alteration up to 50 cm from contact.  Weak to moderate fracture controlled HE
alteration also present.  Trace amounts of PY and low concentration of CAR
fracture fillings.  Rock is hard with no magnetism.
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Hole Number: HP13-010                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

109.80 189.80 ISO, SYENITIC INTRUSIVE E5488140 109.80 110.70 0.90 0.22
E5488141 110.70 111.60 0.90 0.59
E5488142 111.60 112.50 0.90 0.08
E5488143 112.50 113.50 1.00 0.04
E5488144 113.50 114.00 0.50 0.12
E5488145 114.00 115.50 1.50 0.03
E5488146 115.50 117.00 1.50 0.07
E5488147 117.00 118.50 1.50 0.04
E5488148 118.50 120.00 1.50 0.03
E5488150 120.00 121.50 1.50 0.03
E5488151 121.50 123.00 1.50 0.03
E5488152 123.00 124.50 1.50 0.13
E5488153 124.50 126.00 1.50 0.04
E5488154 126.00 127.50 1.50 0.03
E5488155 127.50 129.00 1.50 0.06
E5488156 129.00 130.50 1.50 0.25
E5488157 130.50 132.00 1.50 1.86
E5488158 132.00 133.00 1.00 0.11
E5488159 133.00 134.00 1.00 0.13
E5488161 134.00 135.00 1.00 0.15
E5488162 135.00 136.50 1.50 0.08
E5488163 136.50 138.00 1.50 0.18
E5488164 138.00 139.50 1.50 0.05
E5488165 139.50 140.80 1.30 0.09
E5488166 140.80 142.10 1.30 0.16
E5488167 142.10 143.00 0.90 0.10
E5488168 143.00 144.00 1.00 0.06
E5488170 144.00 145.50 1.50 0.09
E5488171 145.50 147.00 1.50 0.09
E5488172 147.00 148.50 1.50 0.04
E5488173 148.50 150.00 1.50 0.07
E5488174 150.00 151.50 1.50 0.03
E5488175 151.50 153.00 1.50 0.04
E5488176 153.00 154.50 1.50 0.06
E5488177 154.50 156.00 1.50 0.65
E5488178 156.00 157.10 1.10 0.04
E5488179 157.10 158.20 1.10 0.07
E5488181 158.20 158.80 0.60 0.07
E5488182 158.80 160.00 1.20 0.06
E5488183 160.00 161.00 1.00 0.04
E5488184 161.00 162.00 1.00 0.09
E5488185 162.00 163.50 1.50 0.24
E5488186 163.50 165.00 1.50 0.12

ALBITIC AND SILICIFIED FELDSPAR PORPHRYITIC SYENITE -
Rock is dark purple with green patches.  Glassy matrix with phenocrysts up to
2cm in diameter.  Strong pervasive SIL present with an underlying albitic
alteration.  EP alteration is weak to moderate and fracture controlled.  PY present
throughout in low concentration as f.g. clustered or disseminated.  Low
concentration of CAR/QZ fracture fillings.  Minor presence of conglomeritic tuff or
filled in fault.  Rock is hard with no magnetism.
Intervals of interest:
132-135m:  Strong SIL present with underlying ALB.  1-2% f.g. disseminated PY
171-189.8: Strong pervasive SIL.  Mottled texture due to phenocrysts of feldspar.
1-2% v.f.g. disseminated PY throughout.  Minor SER alteration present around
fractures.
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Hole Number: HP13-010                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5488187 165.00 166.50 1.50 0.33
E5488189 166.50 168.00 1.50 0.11
E5488190 168.00 169.50 1.50 0.10
E5488191 169.50 171.00 1.50 0.14
E5488192 171.00 172.50 1.50 0.66
E5488193 172.50 174.00 1.50 0.24
E5488194 174.00 175.50 1.50 0.62
E5488195 175.50 177.00 1.50 0.44
E5488196 177.00 178.00 1.00 0.50
E5488197 178.00 179.00 1.00 0.39
E5488199 179.00 180.00 1.00 1.92
E5488200 180.00 181.00 1.00 0.66
E5488201 181.00 182.00 1.00 2.20
E5488202 182.00 183.00 1.00 2.89
E5488203 183.00 184.00 1.00 8.07
E5488204 184.00 185.00 1.00 2.76
E5488205 185.00 186.00 1.00 6.69
E5488206 186.00 187.00 1.00 6.31
E5488207 187.00 188.10 1.10 11.90
E5488209 188.10 189.20 1.10 1.31
E5488210 189.20 189.80 0.60 0.83

189.80 194.00 VUO, ULTRAMAFIC VOLCANIC E5488211 189.80 191.00 1.20 0.77
E5488212 191.00 192.00 1.00 0.77
E5488213 192.00 193.00 1.00 3.24
E5488214 193.00 194.00 1.00 2.92

ULTRAMAFIC ROCK WITH MAGNETITE ALTERATION -
Rock is dark grey.  Aphanitic matrix with brecciated, rounded clasts up to 3mm in
diameter.  Distinct upper contact is non-linear and approximately 90 degrees
TCA.  Presence of strong MAG and can be seen through fractured conduits.  Very
fine grained disseminated PY present up to 4%.  Presence of foliation or layering
approximately 60 degrees TCA.  CAR/CAL fracture fillings present at similar angle
to layering.  Rock is hard with strong magnetism.
Entire unit is of interest.

194.00 332.40 VUO, ULTRAMAFIC VOLCANIC E5488215 194.00 195.00 1.00 0.16
E5488216 195.00 196.00 1.00 2.26
E5488217 196.00 196.90 0.90 1.28
E5488219 196.90 197.60 0.70 2.07
E5488220 197.60 198.80 1.20 1.04
E5488221 198.80 199.80 1.00 3.09
E5488222 199.80 200.20 0.40 6.37
E5488223 200.20 200.80 0.60 0.85
E5488224 200.80 202.20 1.40 0.02
E5488225 202.20 203.20 1.00 0.02
E5488226 203.20 204.00 0.80 1.03
E5488227 204.00 205.40 1.40 0.05

ULTRAMAFIC ROCK -
Rock is dark grey to black.  Aphanitic.  Distinct upper contact marked by lack of
sulphides approximately 60 degrees TCA.  Strong pervasive CHL alteration with
patchy TAL.  Minor intervals of dissemination PY with SIL present near top of
interval.  CAR fracture fillings present throughout.  Rock is very soft with patchy
moderate magnetism.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

332.40 339.00 VMM, MAFIC VOLCANIC MASSIVE
MASSIVE MAFIC ROCK -
Rock is light green.  Fine grained.  Distinct upper contact with VUO
approximately 85 degrees TCA.  LCX present as m.g. disseminated clasts.
Trace amounts of PY.  CAR veinlets are up to 2cm in width and cross cut unit
30-50 degrees TCA.  Rock is moderate in hardness with no magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488083 3.00 4.50 0.1740
E5488084 4.50 6.00 0.0170
E5488085 6.00 7.50 0.0070
E5488086 7.50 9.00 0.0040
E5488087 9.00 10.00 0.5630
E5488088 10.00 11.20 0.4200
E5488090 11.20 12.30 0.4680
E5488091 12.30 13.60 0.8490
E5488092 13.60 15.00 0.1140
E5488093 15.00 15.60 0.7590
E5488094 15.60 16.60 0.2920
E5488095 16.60 17.60 0.8600
E5488096 17.60 18.40 0.9220
E5488097 18.40 19.60 0.6370
E5488098 19.60 20.60 0.3150
E5488100 20.60 21.30 1.2700
E5488101 21.30 22.20 2.0700
E5488102 22.20 23.00 0.0280
E5488103 23.00 24.00 0.1030
E5488104 24.00 25.50 0.0260
E5488105 25.50 27.00 0.0920
E5488106 27.00 27.90 0.0320
E5488107 27.90 29.10 0.0660
E5488108 29.10 30.00 0.4050
E5488110 30.00 31.00 1.0300
E5488111 31.00 32.20 1.4500
E5488112 32.20 33.00 0.0640
E5488113 33.00 34.50 0.0190
E5488114 34.50 36.00 0.0260
E5488115 36.00 37.50 0.0020
E5488116 37.50 39.00 0.0300
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Hole Number: HP13-010                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488117 39.00 40.50 0.0650
E5488118 40.50 42.00 0.0150
E5488120 42.00 43.50 0.6340
E5488121 43.50 45.00 0.0320
E5488122 45.00 46.50 0.0160
E5488123 46.50 48.00 0.0250
E5488124 48.00 49.50 0.6410
E5488125 49.50 51.00 0.0030
E5488126 51.00 52.50 0.0090
E5488127 52.50 54.00 0.0210
E5488128 54.00 55.00 0.0050
E5488130 55.00 56.10 0.0110
E5488131 56.10 56.60 1.1500
E5488132 56.60 57.60 0.6270
E5488133 57.60 58.70 0.0926
E5488134 105.00 105.80 0.6290
E5488135 105.80 106.40 4.4200
E5488136 106.40 107.80 0.1080
E5488137 107.80 109.00 0.0650
E5488138 109.00 109.80 0.1000
E5488140 109.80 110.70 0.2220
E5488141 110.70 111.60 0.5890
E5488142 111.60 112.50 0.0780
E5488143 112.50 113.50 0.0390
E5488144 113.50 114.00 0.1240
E5488145 114.00 115.50 0.0250
E5488146 115.50 117.00 0.0710
E5488147 117.00 118.50 0.0420
E5488148 118.50 120.00 0.0340
E5488150 120.00 121.50 0.0250
E5488151 121.50 123.00 0.0340
E5488152 123.00 124.50 0.1280
E5488153 124.50 126.00 0.0360
E5488154 126.00 127.50 0.0310
E5488155 127.50 129.00 0.0580
E5488156 129.00 130.50 0.2450
E5488157 130.50 132.00 1.8600
E5488158 132.00 133.00 0.1125
E5488159 133.00 134.00 0.1320
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Hole Number: HP13-010                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488161 134.00 135.00 0.1530
E5488162 135.00 136.50 0.0760
E5488163 136.50 138.00 0.1780
E5488164 138.00 139.50 0.0510
E5488165 139.50 140.80 0.0930
E5488166 140.80 142.10 0.1570
E5488167 142.10 143.00 0.0950
E5488168 143.00 144.00 0.0630
E5488170 144.00 145.50 0.0930
E5488171 145.50 147.00 0.0880
E5488172 147.00 148.50 0.0360
E5488173 148.50 150.00 0.0670
E5488174 150.00 151.50 0.0340
E5488175 151.50 153.00 0.0400
E5488176 153.00 154.50 0.0610
E5488177 154.50 156.00 0.6490
E5488178 156.00 157.10 0.0370
E5488179 157.10 158.20 0.0700
E5488181 158.20 158.80 0.0670
E5488182 158.80 160.00 0.0590
E5488183 160.00 161.00 0.0415
E5488184 161.00 162.00 0.0910
E5488185 162.00 163.50 0.2440
E5488186 163.50 165.00 0.1200
E5488187 165.00 166.50 0.3330
E5488189 166.50 168.00 0.1140
E5488190 168.00 169.50 0.1010
E5488191 169.50 171.00 0.1430
E5488192 171.00 172.50 0.6600
E5488193 172.50 174.00 0.2400
E5488194 174.00 175.50 0.6205
E5488195 175.50 177.00 0.4385
E5488196 177.00 178.00 0.4960
E5488197 178.00 179.00 0.3860
E5488199 179.00 180.00 1.9200
E5488200 180.00 181.00 0.6600
E5488201 181.00 182.00 2.2000
E5488202 182.00 183.00 2.8900
E5488203 183.00 184.00 8.0700
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Hole Number: HP13-010                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488204 184.00 185.00 2.7600
E5488205 185.00 186.00 6.6900
E5488206 186.00 187.00 6.3100
E5488207 187.00 188.10 11.9000
E5488209 188.10 189.20 1.3100
E5488210 189.20 189.80 0.8250
E5488211 189.80 191.00 0.7710
E5488212 191.00 192.00 0.7720
E5488213 192.00 193.00 3.2400
E5488214 193.00 194.00 2.9200
E5488215 194.00 195.00 0.1550
E5488216 195.00 196.00 2.2600
E5488217 196.00 196.90 1.2800
E5488219 196.90 197.60 2.0700
E5488220 197.60 198.80 1.0400
E5488221 198.80 199.80 3.0900
E5488222 199.80 200.20 6.3700
E5488223 200.20 200.80 0.8490
E5488224 200.80 202.20 0.0240
E5488225 202.20 203.20 0.0210
E5488226 203.20 204.00 1.0300
E5488227 204.00 205.40 0.0530
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371612.000000 552350.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-011              DDH

Hislop Township

YES L24686

DECIMAL METRIC

212.00 -60.00

bhua

Garant

0 308.30

Completed: Mar 28, 2013Start Date: Mar 26, 2013

Entered On: Mar 28, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-011                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371612.00 North: Collar Az:

Location: Hislop Township East: 552350.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 26, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 28, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-60.00

212.00

308.30

0.00

308.30

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from planned values 24.00 mag field = 5417; Mag too low, suspect Az off212.00 210.30-60.00 -60.50EZ Shot OK EZ Shot DO

75.00 mag field = 5488; Mag ~low, suspect Az off 126.00 mag field = 5498210.00 214.60-60.20 -60.40EZ Shot DO EZ Shot OK

177.00 mag field = 5522 228.00 mag field = 5532215.30 214.30-59.80 -59.40EZ Shot OK EZ Shot OK

279.00 mag field = 5572 309.00 mag field = 5517215.90 212.70-59.30 -59.80EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 3.00 HPO, OVERBURDEN
OVERBURDEN -
3m of casing used.  Boulders recovered with up to 1m of VUO boulder recovered.
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Hole Number: HP13-011                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

3.00 65.20 VMM, MAFIC VOLCANIC MASSIVE E5488228 3.00 4.00 1.00 0.41
E5488229 4.00 4.90 0.90 0.13
E5488230 4.90 5.70 0.80 0.04
E5488231 5.70 6.40 0.70 0.10
E5488233 6.40 7.10 0.70 0.01
E5488234 7.10 8.10 1.00 0.00
E5488235 8.10 9.00 0.90 0.03
E5488236 9.00 10.50 1.50 0.14
E5488237 10.50 12.00 1.50 0.05
E5488238 12.00 13.10 1.10 0.23
E5488239 13.10 13.70 0.60 0.76
E5488241 13.70 14.40 0.70 0.36
E5488242 14.40 14.80 0.40 0.22
E5488243 14.80 15.70 0.90 0.74
E5488244 15.70 16.10 0.40 1.63
E5488245 16.10 17.00 0.90 0.91
E5488246 17.00 18.00 1.00 0.18
E5488247 18.00 19.10 1.10 0.07
E5488248 19.10 20.20 1.10 0.09
E5488249 20.20 20.80 0.60 2.74
E5488251 20.80 21.60 0.80 1.67
E5488252 21.60 22.50 0.90 1.58
E5488253 22.50 23.30 0.80 2.13
E5488254 23.30 24.20 0.90 0.20
E5488255 24.20 24.70 0.50 0.29
E5488256 24.70 25.70 1.00 0.01
E5488257 25.70 26.80 1.10 0.04
E5488258 26.80 27.40 0.60 0.05
E5488259 27.40 28.30 0.90 0.94
E5488260 28.30 28.90 0.60 0.23
E5488261 28.90 29.60 0.70 0.15
E5488263 29.60 31.00 1.40 0.72
E5488264 31.00 32.30 1.30 0.12
E5488265 32.30 33.30 1.00 0.94
E5488266 33.30 33.60 0.30 0.11
E5488267 33.60 34.60 1.00 0.02
E5488268 34.60 36.00 1.40 0.27
E5488269 36.00 37.50 1.50 0.03
E5488270 37.50 39.00 1.50 0.01
E5488272 39.00 40.50 1.50 0.05
E5488273 40.50 42.00 1.50 0.05
E5488274 42.00 43.10 1.10 0.05
E5488275 43.10 44.40 1.30 0.25

MAFIC VOLCANIC ROCK WITH FRACTURE CONTROLLED MIN/ALT -
Rock is black, but varies depending on alteration.  Aphanitic.  BLE (likely ALB)
present throughout at various concentrations and are mainly fracture controlled.
HE is also fracture controlled.  Minor intervals of SIL and SER present with
stronger mineralized areas accompanied with QZ dominant veinlets.  PY
mineralization can be concentrated up to 5% over 1-2m, but mainly controlled by
QZ/CAR fractures.  CAR fracture fillings/stringers present throughout at various
angles with minor QZ veinlets present sporadically.  Rock is hard with patchy
moderate magnetism where BLE is not present.
Intervals of interest
3-4m: 3-5% v.f.g. fracture controlled PY with ALB and BLE.
5.7-6.4m: 2-3% v.f.g. fracture controlled/disseminated PY with minor SIL
present.  Minor bx also present.
13.1-17m: 2-5% v.f.g. fracture controlled PY mineralization.  BLE/ALB present
throughout with minor ISO intrusions.
20.2-21.6: 5% v.f.g. fracture controlled PY with patchy SIL and minor SER.
Weakly brecciated with QZ veinlets present.
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Hole Number: HP13-011                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5488276 44.40 45.20 0.80 1.08
E5488277 45.20 46.50 1.30 0.98
E5488278 46.50 48.00 1.50 0.32
E5488279 48.00 49.50 1.50 0.09
E5488280 49.50 51.00 1.50 0.02
E5488281 51.00 52.50 1.50 0.12
E5488283 52.50 54.00 1.50 0.09
E5488284 54.00 55.50 1.50 0.01
E5488285 55.50 57.00 1.50 0.01
E5488286 57.00 58.50 1.50 0.92
E5488287 58.50 60.00 1.50 0.04
E5488288 60.00 61.50 1.50 0.03
E5488289 61.50 62.50 1.00 0.03
E5488290 62.50 63.80 1.30 0.15
E5488291 63.80 65.20 1.40 0.04

65.20 85.90 VGB, BIOTITIC GABBRO E5488292 65.20 66.00 0.80 0.03
BIOTITIC GABBRO -
Rock is dark green.  Fine grained with coarse grained biotite flakes present.
Possible recrystalized biotite making rock likely mafic volcanic.  No distinct upper
contact.  Fracture controlled HE.  Minor feldspar porphyritic syenites present.
CAR fracture fillings and stringers present in low concentration.  Rock is soft with
patchy magnetism.

85.90 124.80 ISO, SYENITIC INTRUSIVE E5488293 121.40 122.40 1.00 0.62
E5488294 122.40 122.70 0.30 0.66
E5488296 122.70 124.00 1.30 0.02
E5488297 124.00 124.80 0.80 0.22

HORNBLENDE SYENITE -
Rock matrix is white to pink with coarse grained hornblende phenocrysts.
Distinct upper contact at 50 degrees TCA.  Weak to moderate fracture controlled
HE alteration present.  Trace amounts of PY and low concentration of CAR
fracture fillings.  Rock is hard with no magnetism.
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Hole Number: HP13-011                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

124.80 229.60 ISO, SYENITIC INTRUSIVE E5488298 124.80 126.20 1.40 3.00
E5488299 126.20 127.60 1.40 2.65
E5488300 127.60 129.00 1.40 0.58
E5488301 129.00 130.50 1.50 0.11
E5488303 130.50 132.00 1.50 0.04
E5488304 132.00 133.30 1.30 0.02
E5488305 133.30 134.60 1.30 0.04
E5488306 134.60 135.80 1.20 0.06
E5488307 135.80 136.90 1.10 0.07
E5488308 136.90 138.00 1.10 0.23
E5488309 138.00 139.50 1.50 0.77
E5488310 139.50 141.00 1.50 0.68
E5488311 141.00 142.50 1.50 0.06
E5488313 142.50 144.00 1.50 0.18
E5488314 144.00 145.50 1.50 0.15
E5488315 145.50 147.00 1.50 0.13
E5488316 147.00 148.50 1.50 0.08
E5488317 148.50 150.00 1.50 0.12
E5488318 150.00 151.50 1.50 0.07
E5488319 151.50 153.00 1.50 0.09
E5488320 153.00 154.50 1.50 0.58
E5488321 154.50 156.00 1.50 0.14
E5488323 156.00 157.50 1.50 0.11
E5488324 157.50 159.00 1.50 0.08
E5488325 159.00 160.50 1.50 0.24
E5488326 160.50 161.50 1.00 0.07
E5488327 161.50 162.60 1.10 0.05
E5488328 162.60 163.80 1.20 0.08
E5488329 163.80 165.00 1.20 0.06
E5488330 165.00 166.00 1.00 0.31
E5488331 166.00 167.00 1.00 0.39
E5488333 167.00 168.00 1.00 0.09
E5488334 168.00 169.50 1.50 0.24
E5488335 169.50 171.00 1.50 0.14
E5488336 171.00 172.40 1.40 0.07
E5488337 172.40 173.70 1.30 0.16
E5488338 173.70 175.00 1.30 0.70
E5488339 175.00 176.30 1.30 0.04
E5488340 176.30 177.50 1.20 0.04
E5488341 177.50 178.70 1.20 0.04
E5488343 178.70 180.00 1.30 0.04
E5488344 180.00 181.50 1.50 0.05
E5488345 181.50 183.00 1.50 0.08

ALBITIC AND SILICIFIED FELDSPAR PORPHRYITIC SYENITE -
Rock is dark purple with green patches.  Glassy matrix with phenocrysts up to
2cm in diameter.  Strong pervasive SIL present with an underlying albitic
alteration.  EP alteration is weak to moderate and fracture controlled.  PY present
throughout in low concentration as f.g. clustered or disseminated but increasing
at depth towards the VUO up to 1% fracture controlled PY.  Low concentration of
CAR/QZ fracture fillings.  Minor presence of conglomeritic tuff or filled in fault.
Rock is hard with no magnetism.
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Hole Number: HP13-011                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5488346 183.00 184.50 1.50 0.13
E5488347 184.50 186.00 1.50 0.07
E5488348 186.00 187.50 1.50 0.03
E5488349 187.50 189.00 1.50 0.03
E5488350 189.00 189.60 0.60 0.03
E5488351 189.60 190.50 0.90 0.04
E5488353 190.50 192.00 1.50 0.04
E5488354 192.00 192.70 0.70 0.15
E5488355 192.70 193.70 1.00 0.46
E5488356 193.70 194.70 1.00 0.13
E5488357 194.70 195.90 1.20 0.06
E5488358 195.90 196.90 1.00 0.16
E5488359 196.90 198.00 1.10 0.04
E5488963 198.00 199.50 1.50 0.06
E5488964 199.50 201.00 1.50 0.04
E5488965 201.00 202.50 1.50 0.08
E5488967 202.50 204.00 1.50 0.04
E5488968 204.00 205.50 1.50 0.03
E5488969 205.50 207.00 1.50 0.09
E5488970 207.00 207.80 0.80 1.17
E5488971 207.80 208.50 0.70 0.29
E5488972 208.50 210.00 1.50 1.55
E5488973 210.00 211.50 1.50 2.87
E5488974 211.50 213.00 1.50 1.64
E5488976 213.00 214.10 1.10 1.06
E5488977 214.10 215.20 1.10 0.87
E5488978 215.20 216.40 1.20 1.35
E5488979 216.40 217.90 1.50 2.10
E5488980 217.90 219.40 1.50 3.42
E5488981 219.40 220.50 1.10 1.31
E5488982 220.50 221.70 1.20 1.12
E5488983 221.70 222.70 1.00 1.87
E5488984 222.70 223.70 1.00 3.56
E5488986 223.70 224.70 1.00 3.02
E5488987 224.70 225.70 1.00 15.20
E5488988 225.70 226.70 1.00 6.58
E5488989 226.70 227.70 1.00 4.51
E5488990 227.70 228.60 0.90 1.78
E5488991 228.60 229.60 1.00 0.97
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Hole Number: HP13-011                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

229.60 308.30 VUO, ULTRAMAFIC VOLCANIC E5488992 229.60 230.60 1.00 0.05
E5488993 230.60 231.40 0.80 0.00
E5488994 231.40 232.40 1.00 2.76
E5488996 232.40 233.40 1.00 0.36
E5488997 233.40 234.50 1.10 0.06
E5488998 234.50 235.70 1.20 0.06
E5488999 235.70 237.00 1.30 0.55
E5489000 237.00 238.20 1.20 0.32
E5489001 238.20 239.20 1.00 0.03
E5489002 239.20 240.00 0.80 0.04
E5489003 240.00 241.30 1.30 0.01
E5489004 241.30 242.60 1.30 0.09

ULTRAMAFIC ROCK -
Rock is dark grey to black.  Aphanitic.  Distinct upper contact 50 degrees TCA.
Pervasive CHL and TAL alteration throughout.  Trace amounts of PY.  CAR
fracture fillings present in moderate concentrations at all angles.  Rock is very
soft with patchy moderate magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488228 3.00 4.00 0.4145
E5488229 4.00 4.90 0.1310
E5488230 4.90 5.70 0.0390
E5488231 5.70 6.40 0.0990
E5488233 6.40 7.10 0.0140
E5488234 7.10 8.10 0.0030
E5488235 8.10 9.00 0.0270
E5488236 9.00 10.50 0.1360
E5488237 10.50 12.00 0.0480
E5488238 12.00 13.10 0.2250
E5488239 13.10 13.70 0.7580
E5488241 13.70 14.40 0.3605
E5488242 14.40 14.80 0.2180
E5488243 14.80 15.70 0.7390
E5488244 15.70 16.10 1.6300
E5488245 16.10 17.00 0.9060
E5488246 17.00 18.00 0.1820
E5488247 18.00 19.10 0.0650
E5488248 19.10 20.20 0.0940
E5488249 20.20 20.80 2.7400
E5488251 20.80 21.60 1.6700
E5488252 21.60 22.50 1.5800
E5488253 22.50 23.30 2.1300
E5488254 23.30 24.20 0.2000
E5488255 24.20 24.70 0.2880
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488256 24.70 25.70 0.0120
E5488257 25.70 26.80 0.0400
E5488258 26.80 27.40 0.0520
E5488259 27.40 28.30 0.9350
E5488260 28.30 28.90 0.2330
E5488261 28.90 29.60 0.1510
E5488263 29.60 31.00 0.7240
E5488264 31.00 32.30 0.1190
E5488265 32.30 33.30 0.9415
E5488266 33.30 33.60 0.1090
E5488267 33.60 34.60 0.0240
E5488268 34.60 36.00 0.2690
E5488269 36.00 37.50 0.0340
E5488270 37.50 39.00 0.0120
E5488272 39.00 40.50 0.0520
E5488273 40.50 42.00 0.0500
E5488274 42.00 43.10 0.0520
E5488275 43.10 44.40 0.2470
E5488276 44.40 45.20 1.0800
E5488277 45.20 46.50 0.9760
E5488278 46.50 48.00 0.3220
E5488279 48.00 49.50 0.0860
E5488280 49.50 51.00 0.0175
E5488281 51.00 52.50 0.1200
E5488283 52.50 54.00 0.0920
E5488284 54.00 55.50 0.0140
E5488285 55.50 57.00 0.0080
E5488286 57.00 58.50 0.9220
E5488287 58.50 60.00 0.0430
E5488288 60.00 61.50 0.0310
E5488289 61.50 62.50 0.0300
E5488290 62.50 63.80 0.1480
E5488291 63.80 65.20 0.0430
E5488292 65.20 66.00 0.0310
E5488293 121.40 122.40 0.6205
E5488294 122.40 122.70 0.6610
E5488296 122.70 124.00 0.0240
E5488297 124.00 124.80 0.2170
E5488298 124.80 126.20 3.0000
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Hole Number: HP13-011                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488299 126.20 127.60 2.6500
E5488300 127.60 129.00 0.5810
E5488301 129.00 130.50 0.1130
E5488303 130.50 132.00 0.0430
E5488304 132.00 133.30 0.0154
E5488305 133.30 134.60 0.0380
E5488306 134.60 135.80 0.0600
E5488307 135.80 136.90 0.0650
E5488308 136.90 138.00 0.2250
E5488309 138.00 139.50 0.7710
E5488310 139.50 141.00 0.6760
E5488311 141.00 142.50 0.0560
E5488313 142.50 144.00 0.1780
E5488314 144.00 145.50 0.1480
E5488315 145.50 147.00 0.1260
E5488316 147.00 148.50 0.0827
E5488317 148.50 150.00 0.1240
E5488318 150.00 151.50 0.0710
E5488319 151.50 153.00 0.0860
E5488320 153.00 154.50 0.5750
E5488321 154.50 156.00 0.1350
E5488323 156.00 157.50 0.1060
E5488324 157.50 159.00 0.0760
E5488325 159.00 160.50 0.2400
E5488326 160.50 161.50 0.0680
E5488327 161.50 162.60 0.0500
E5488328 162.60 163.80 0.0780
E5488329 163.80 165.00 0.0559
E5488330 165.00 166.00 0.3070
E5488331 166.00 167.00 0.3930
E5488333 167.00 168.00 0.0880
E5488334 168.00 169.50 0.2410
E5488335 169.50 171.00 0.1370
E5488336 171.00 172.40 0.0650
E5488337 172.40 173.70 0.1570
E5488338 173.70 175.00 0.6970
E5488339 175.00 176.30 0.0370
E5488340 176.30 177.50 0.0360
E5488341 177.50 178.70 0.0380
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488343 178.70 180.00 0.0420
E5488344 180.00 181.50 0.0530
E5488345 181.50 183.00 0.0840
E5488346 183.00 184.50 0.1290
E5488347 184.50 186.00 0.0650
E5488348 186.00 187.50 0.0320
E5488349 187.50 189.00 0.0320
E5488350 189.00 189.60 0.0320
E5488351 189.60 190.50 0.0440
E5488353 190.50 192.00 0.0400
E5488354 192.00 192.70 0.1495
E5488355 192.70 193.70 0.4580
E5488356 193.70 194.70 0.1310
E5488357 194.70 195.90 0.0640
E5488358 195.90 196.90 0.1640
E5488359 196.90 198.00 0.0380
E5488963 198.00 199.50 0.0570
E5488964 199.50 201.00 0.0440
E5488965 201.00 202.50 0.0780
E5488967 202.50 204.00 0.0360
E5488968 204.00 205.50 0.0280
E5488969 205.50 207.00 0.0930
E5488970 207.00 207.80 1.1650
E5488971 207.80 208.50 0.2850
E5488972 208.50 210.00 1.5500
E5488973 210.00 211.50 2.8700
E5488974 211.50 213.00 1.6400
E5488976 213.00 214.10 1.0600
E5488977 214.10 215.20 0.8670
E5488978 215.20 216.40 1.3500
E5488979 216.40 217.90 2.1000
E5488980 217.90 219.40 3.4200
E5488981 219.40 220.50 1.3100
E5488982 220.50 221.70 1.1200
E5488983 221.70 222.70 1.8700
E5488984 222.70 223.70 3.5600
E5488986 223.70 224.70 3.0200
E5488987 224.70 225.70 15.2000
E5488988 225.70 226.70 6.5800
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5488989 226.70 227.70 4.5100
E5488990 227.70 228.60 1.7800
E5488991 228.60 229.60 0.9720
E5488992 229.60 230.60 0.0520
E5488993 230.60 231.40 0.0005
E5488994 231.40 232.40 2.7600
E5488996 232.40 233.40 0.3640
E5488997 233.40 234.50 0.0640
E5488998 234.50 235.70 0.0560
E5488999 235.70 237.00 0.5460
E5489000 237.00 238.20 0.3200
E5489001 238.20 239.20 0.0290
E5489002 239.20 240.00 0.0390
E5489003 240.00 241.30 0.0140
E5489004 241.30 242.60 0.0920
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GRAPHIC SUMMARY REPORT

0

9.00
HPO

9.00

116.40
VMM

116.40

120.30
IPF

120.30

122.00
VMM

122.00

126.80
ISO

126.80

140.00
VGB

140.00

172.80
ISO

172.80

253.40
ISO

253.40

285.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371566.000000 552383.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-012              DDH

Hislop Township

YES L24686

DECIMAL METRIC

212.00 -65.00

bhua

Garant

0 285.00

Completed: Mar 30, 2013Start Date: Mar 28, 2013

Entered On: Mar 31, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-012                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371566.00 North: Collar Az:

Location: Hislop Township East: 552383.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 28, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Mar 30, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-65.00

212.00

285.00

0.00

285.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from planned values 30.00 mag field = 5332; Mag too low, suspect Az off212.00 205.80-65.00 -65.80EZ Shot OK EZ Shot DO

81.00 mag field = 5655; Mag ok but suspect error in Az 132.00 mag field = 5794; Mg ~high, suspect error in Az193.10 202.90-66.00 -65.60EZ Shot DO EZ Shot DO

183.00 mag field = 5542 234.00 mag field = 5528213.20 212.80-66.10 -65.50EZ Shot OK EZ Shot OK

285.00 mag field = 5583213.70 -65.30 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 9.00 HPO, OVERBURDEN E5489005 6.70 8.00 1.30 0.57
E5489006 8.00 9.00 1.00 0.05OVERBURDEN -

9m of casing used.  2.3m of core recovered as ISO.



Page 2 of 11Dec 12, 2013 DETAILED LOG

Hole Number: HP13-012                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

9.00 116.40 VMM, MAFIC VOLCANIC MASSIVE E5489007 9.00 9.70 0.70 0.12
E5489008 9.70 11.20 1.50 0.18
E5489010 11.20 12.60 1.40 0.06
E5489011 12.60 14.00 1.40 0.39
E5489012 14.00 15.40 1.40 0.15
E5489013 15.40 16.80 1.40 0.02
E5489014 16.80 18.00 1.20 0.01
E5489015 18.00 19.00 1.00 0.06
E5489016 19.00 20.00 1.00 0.22
E5489017 20.00 21.00 1.00 0.10
E5489018 21.00 22.00 1.00 0.38
E5489020 22.00 23.00 1.00 0.25
E5489021 23.00 24.10 1.10 0.55
E5489022 24.10 25.30 1.20 0.17
E5489023 25.30 26.70 1.40 1.02
E5489024 26.70 27.90 1.20 1.16
E5489025 27.90 29.40 1.50 0.03
E5489026 29.40 30.90 1.50 0.01
E5489027 30.90 32.40 1.50 0.01
E5489028 32.40 33.80 1.40 0.01
E5489029 33.80 35.00 1.20 0.01
E5489031 35.00 35.70 0.70 0.02
E5489032 35.70 36.50 0.80 0.04
E5489033 36.50 37.10 0.60 0.03
E5489034 37.10 37.50 0.40 0.02
E5489035 37.50 39.00 1.50 0.02
E5489036 39.00 40.50 1.50 0.04
E5489037 40.50 42.00 1.50 0.15
E5489038 42.00 43.00 1.00 0.01
E5489040 43.00 44.20 1.20 0.07
E5489041 44.20 45.40 1.20 0.00
E5489042 45.40 46.10 0.70 0.02
E5489043 46.10 46.70 0.60 0.01
E5489044 46.70 48.10 1.40 0.01
E5489045 48.10 49.60 1.50 0.01
E5489046 49.60 51.10 1.50 0.00
E5489047 51.10 52.50 1.40 0.00
E5489048 52.50 54.00 1.50 0.00
E5489049 54.00 55.50 1.50 0.02
E5489050 55.50 57.00 1.50 0.00
E5489051 57.00 58.50 1.50 0.01
E5489052 58.50 60.00 1.50 0.22
E5489053 60.00 61.50 1.50 0.02

MAFIC VOLCANIC ROCK -
Rock varies in colour, but mainly grey with fracture controlled bleached areas.
Aphanitic to very fine grained.  Minor syenitic intrusions present at various
angles.  Source of BLE results from very thin CAR stringers/fractures and can
contain very fine grained fracture controlled PY.  HE is also fracture
filling/controlled.  SIL occurs withing syenitic intrusions as well as areas where
QZ veinlets occur.  SER present at depth within interval.  PY is mainly fracture
controlled in areas of moderate BLE and can be highly concentrated.  There are
no distinct controls on fracturing.  Low concentration of CAR stringers/veinlets.
Minor QZ veinlets also present.  Rock is moderate and magnetic where BLE does
not occur.
Intervals of interest
19-27.9m - 2-3% v.f.g. fracture controlled/filling PY.  Moderate patchy BLE
62.8-63.3m - 4-5% v.f.g. fracture controlled PY
101.7-102.7m - 2-3% v.f.g. disseminated/fracture controlled PY.  3-5% QZ/CAR
fracture fillings
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Hole Number: HP13-012                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5489054 61.50 62.80 1.30 0.36
E5489055 62.80 63.30 0.50 1.37
E5489057 63.30 64.70 1.40 0.25
E5489058 64.70 66.00 1.30 0.05
E5489059 66.00 67.50 1.50 0.30
E5492460 67.50 69.00 1.50 0.02
E5492461 69.00 70.50 1.50 0.01
E5492463 70.50 72.00 1.50 0.07
E5492464 72.00 73.50 1.50 0.02
E5492465 73.50 75.00 1.50 0.11
E5492466 75.00 76.50 1.50 0.03
E5492467 76.50 78.00 1.50 0.12
E5492468 78.00 79.50 1.50 0.05
E5492470 79.50 81.00 1.50 0.31
E5492471 81.00 82.50 1.50 0.02
E5492472 82.50 84.00 1.50 0.07
E5492473 84.00 85.50 1.50 0.04
E5492474 85.50 87.00 1.50 0.07
E5492475 87.00 88.00 1.00 0.01
E5492476 88.00 88.90 0.90 0.06
E5492477 88.90 90.10 1.20 1.30
E5492478 90.10 90.70 0.60 0.01
E5492480 90.70 91.10 0.40 0.26
E5492481 91.10 92.60 1.50 0.01
E5492482 92.60 94.00 1.40 0.01
E5492483 94.00 95.50 1.50 0.01
E5492484 95.50 97.00 1.50 0.01
E5492485 97.00 98.50 1.50 0.00
E5492486 98.50 100.00 1.50 0.01
E5492487 100.00 100.60 0.60 0.11
E5492488 100.60 101.70 1.10 0.11
E5492489 101.70 102.70 1.00 0.11
E5492491 102.70 103.80 1.10 0.04
E5492492 103.80 105.00 1.20 0.02
E5492493 105.00 106.50 1.50 0.01
E5492494 106.50 108.00 1.50 0.01
E5492495 108.00 109.50 1.50 0.48
E5492496 109.50 111.00 1.50 0.14
E5492497 111.00 112.50 1.50 0.06
E5492498 112.50 114.00 1.50 0.10
E5492500 114.00 115.50 1.50 0.04
E5492501 115.50 116.40 0.90 0.01
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Hole Number: HP13-012                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

116.40 120.30 IPF, FELDSPAR PORPYRY E5492502 116.40 117.60 1.20 0.04
E5492503 117.60 119.00 1.40 0.15
E5492504 119.00 120.30 1.30 0.09

FELDSPAR PORPHYRY -
Rock is light brown with mm scale feldspar phenocrysts.  Medium grained.
Distinct upper contact 25 degrees TCA.  Pervasive SIL present with weak SER
also.  HE is present in very small fractures.  Trace amounts of PY with a very low
presence of CAR fractures.  Rock is hard with no magnetism.

120.30 122.00 VMM, MAFIC VOLCANIC MASSIVE E5492505 120.30 121.30 1.00 0.05
E5492506 121.30 122.00 0.70 0.01MAFIC VOLCANIC ROCK -

Rock is grey with a concentrations of syenites intruding.  Distinct upper contact
50 degrees TCA.  Weak fracture and syenite controlled HE alteration present with
trace amounts of PY and low concentrations of CAR fracture fillings.  Rock is
moderate with patchy magnetism.

122.00 126.80 ISO, SYENITIC INTRUSIVE E5492507 122.00 123.00 1.00 0.02
HORNBLENDE PORPHYRITIC SYENITE -
Rock is a dark dull brown.  Hornblende phenocrysts are up to 1mm in diameter
with a medium grained matrix.  Distinct upper contact with gradational grain size
increase 90 degrees TCA.  Trace amounts of PY.  Low concentration of CAR
fracture fillings.  Rock is moderate with no magnetism.

126.80 140.00 VGB, BIOTITIC GABBRO
BIOTITIC GABBRO -
Rock is dark green.  Fine grained with coarse grained biotite flakes present.
Possible recrystalized biotite making rock likely mafic volcanic.  Distinct upper
contact 30 degrees TCA.  Fracture controlled HE.  Minor feldspar porphyritic
syenites present.  CAR fracture fillings and stringers present in low concentration.
Rock is soft with patchy magnetism.

140.00 172.80 ISO, SYENITIC INTRUSIVE E5492508 161.90 162.60 0.70 0.05
E5492509 162.60 163.40 0.80 0.23
E5492510 163.40 164.20 0.80 0.24
E5492512 164.20 165.50 1.30 0.09
E5492513 165.50 166.70 1.20 0.14
E5492514 166.70 168.00 1.30 0.22
E5492515 168.00 169.50 1.50 0.10
E5492516 169.50 170.50 1.00 0.14
E5492517 170.50 171.50 1.00 0.01
E5492518 171.50 172.80 1.30 0.08

HORNBLENDE SYENITE -
Rock matrix is white to pink with coarse grained hornblende phenocrysts.
Distinct upper contact at 60 degrees TCA causing moderate to strong HE
alteration up to 50 cm from contact.  Weak to moderate fracture controlled HE
alteration also present.  Trace amounts of PY and low concentration of CAR
fracture fillings.  Rock is hard with no magnetism.
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Hole Number: HP13-012                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

172.80 253.40 ISO, SYENITIC INTRUSIVE E5492519 172.80 174.00 1.20 1.38
E5492521 174.00 174.60 0.60 3.10
E5492522 174.60 175.60 1.00 0.05
E5492523 175.60 177.00 1.40 0.43
E5492524 177.00 178.50 1.50 0.07
E5492525 178.50 180.00 1.50 0.05
E5492526 180.00 181.50 1.50 0.02
E5492527 181.50 183.00 1.50 0.06
E5492528 183.00 184.50 1.50 0.15
E5492529 184.50 186.00 1.50 0.03
E5492531 186.00 187.00 1.00 0.02
E5492532 187.00 187.80 0.80 0.02
E5492533 187.80 189.00 1.20 0.12
E5492534 189.00 190.50 1.50 0.02
E5492535 190.50 192.00 1.50 0.02
E5492536 192.00 193.50 1.50 0.02
E5492537 193.50 195.00 1.50 0.01
E5492538 195.00 196.50 1.50 0.01
E5492539 196.50 198.00 1.50 0.02
E5492541 198.00 199.50 1.50 0.05
E5492542 199.50 201.00 1.50 0.01
E5492543 201.00 202.50 1.50 0.02
E5492544 202.50 204.00 1.50 0.04
E5492545 204.00 205.50 1.50 0.04
E5492546 205.50 206.30 0.80 0.03
E5492547 206.30 207.80 1.50 0.03
E5492548 207.80 209.30 1.50 0.07
E5492550 209.30 210.80 1.50 0.06
E5492551 210.80 212.30 1.50 0.04
E5492552 212.30 213.40 1.10 0.07
E5492553 213.40 214.70 1.30 0.07
E5492554 214.70 216.00 1.30 0.04
E5492555 216.00 217.50 1.50 0.04
E5492556 217.50 219.00 1.50 0.16
E5492557 219.00 220.50 1.50 0.01
E5492559 220.50 222.00 1.50 0.03
E5492560 222.00 223.50 1.50 0.03
E5492561 223.50 225.00 1.50 0.02
E5492562 225.00 226.50 1.50 0.03
E5492563 226.50 228.00 1.50 0.07
E5492564 228.00 229.50 1.50 0.05
E5492565 229.50 231.00 1.50 0.02
E5492566 231.00 232.50 1.50 0.04

ALBITIC AND SILICIFIED FELDSPAR PORPHRYITIC SYENITE -
Rock is dark purple with green patches.  Glassy matrix with phenocrysts up to
2cm in diameter.  Distinct upper contact 45 degrees TCA.  Unit begins with minor
SER altered and PY mineralized mafic rock.  Strong pervasive SIL present with an
underlying albitic alteration.  EP alteration is weak to moderate and fracture
controlled.  PY present throughout in low concentration as f.g. clustered or
disseminated.  Low concentration of CAR/QZ fracture fillings.  Minor presence of
conglomeritic tuff or filled in fault.  Rock is hard with no magnetism.
Intervals of interest
172.8-174.6m - 3-4% v.f.g. disseminated PY in VMM.  Pervasive moderate SER
alteration.
243.3-253.4m - 1-2% f.g. fracture controlled PY.  Fracture controlled SER
alteration.
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Hole Number: HP13-012                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5492567 232.50 234.00 1.50 0.10
E5492568 234.00 235.50 1.50 0.14
E5492570 235.50 237.00 1.50 0.26
E5492571 237.00 238.50 1.50 0.16
E5492572 238.50 240.00 1.50 0.06
E5492573 240.00 241.40 1.40 0.15
E5492574 241.40 242.60 1.20 0.19
E5492575 242.60 243.30 0.70 0.08
E5492576 243.30 244.70 1.40 0.44
E5492577 244.70 246.00 1.30 0.27
E5492578 246.00 247.50 1.50 0.85
E5492580 247.50 249.00 1.50 0.36
E5492581 249.00 250.00 1.00 0.53
E5492582 250.00 251.00 1.00 0.12
E5492583 251.00 252.20 1.20 0.67
E5492584 252.20 253.40 1.20 1.07

253.40 285.00 VUO, ULTRAMAFIC VOLCANIC E5492585 253.40 254.40 1.00 1.93
E5492586 254.40 255.40 1.00 3.02
E5492587 255.40 256.40 1.00 3.97
E5492588 256.40 257.40 1.00 2.53
E5492590 257.40 258.50 1.10 1.94
E5492591 258.50 259.60 1.10 1.44
E5492592 259.60 260.50 0.90 3.87
E5492593 260.50 261.50 1.00 0.09
E5492594 261.50 262.50 1.00 0.12
E5492595 262.50 263.80 1.30 0.04
E5492596 263.80 264.80 1.00 0.10
E5492597 264.80 265.80 1.00 0.06
E5492598 265.80 267.00 1.20 0.01
E5492600 267.00 268.50 1.50 0.04
E5492601 268.50 270.00 1.50 0.64
E5492602 270.00 271.50 1.50 0.13
E5492603 271.50 273.00 1.50 0.26
E5492604 273.00 274.50 1.50 0.45
E5492605 274.50 276.00 1.50 0.04
E5492606 276.00 277.10 1.10 0.57
E5492607 277.10 277.90 0.80 2.86
E5492609 277.90 279.00 1.10 0.46
E5492610 279.00 280.00 1.00 0.16
E5492611 280.00 281.10 1.10 0.42
E5492612 281.10 282.20 1.10 0.01
E5492613 282.20 283.50 1.30 0.00
E5492614 283.50 285.00 1.50 0.00

ULTRAMAFIC ROCK -
Rock is olive green to black.  Aphanitic to fine grained.  Distinct upper contact 80
degrees TCA.  SER alteration present at upper contact with syenite decreasing
with depth.  CHL and TAL present throughout most of rock.  PY associated with
SER alteration around upper contact.  CAR fracture fillings present throughout.
Rock is soft with moderate magnetism.
Intervals of interest
253.4-263.8m - 1-4% v.f.g. disseminated PY.  Fracture controlled SER alteration.
Contact with ISO.
277.1-277.9m - 10% f.g. clustered and disseminated PY
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Hole Number: HP13-012                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489005 6.70 8.00 0.5725
E5489006 8.00 9.00 0.0540
E5489007 9.00 9.70 0.1220
E5489008 9.70 11.20 0.1840
E5489010 11.20 12.60 0.0590
E5489011 12.60 14.00 0.3880
E5489012 14.00 15.40 0.1460
E5489013 15.40 16.80 0.0230
E5489014 16.80 18.00 0.0070
E5489015 18.00 19.00 0.0570
E5489016 19.00 20.00 0.2165
E5489017 20.00 21.00 0.1030
E5489018 21.00 22.00 0.3830
E5489020 22.00 23.00 0.2450
E5489021 23.00 24.10 0.5540
E5489022 24.10 25.30 0.1650
E5489023 25.30 26.70 1.0200
E5489024 26.70 27.90 1.1600
E5489025 27.90 29.40 0.0260
E5489026 29.40 30.90 0.0090
E5489027 30.90 32.40 0.0110
E5489028 32.40 33.80 0.0110
E5489029 33.80 35.00 0.0120
E5489031 35.00 35.70 0.0190
E5489032 35.70 36.50 0.0420
E5489033 36.50 37.10 0.0320
E5489034 37.10 37.50 0.0230
E5489035 37.50 39.00 0.0150
E5489036 39.00 40.50 0.0360
E5489037 40.50 42.00 0.1520
E5489038 42.00 43.00 0.0055
E5489040 43.00 44.20 0.0720
E5489041 44.20 45.40 0.0040
E5489042 45.40 46.10 0.0160
E5489043 46.10 46.70 0.0090
E5489044 46.70 48.10 0.0080
E5489045 48.10 49.60 0.0080
E5489046 49.60 51.10 0.0040
E5489047 51.10 52.50 0.0020
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Hole Number: HP13-012                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489048 52.50 54.00 0.0040
E5489049 54.00 55.50 0.0240
E5489050 55.50 57.00 0.0030
E5489051 57.00 58.50 0.0115
E5489052 58.50 60.00 0.2170
E5489053 60.00 61.50 0.0150
E5489054 61.50 62.80 0.3560
E5489055 62.80 63.30 1.3700
E5489057 63.30 64.70 0.2540
E5489058 64.70 66.00 0.0460
E5489059 66.00 67.50 0.3000
E5492460 67.50 69.00 0.0160
E5492461 69.00 70.50 0.0110
E5492463 70.50 72.00 0.0691
E5492464 72.00 73.50 0.0190
E5492465 73.50 75.00 0.1080
E5492466 75.00 76.50 0.0270
E5492467 76.50 78.00 0.1180
E5492468 78.00 79.50 0.0510
E5492470 79.50 81.00 0.3090
E5492471 81.00 82.50 0.0170
E5492472 82.50 84.00 0.0740
E5492473 84.00 85.50 0.0400
E5492474 85.50 87.00 0.0740
E5492475 87.00 88.00 0.0100
E5492476 88.00 88.90 0.0580
E5492477 88.90 90.10 1.3000
E5492478 90.10 90.70 0.0110
E5492480 90.70 91.10 0.2610
E5492481 91.10 92.60 0.0120
E5492482 92.60 94.00 0.0060
E5492483 94.00 95.50 0.0080
E5492484 95.50 97.00 0.0110
E5492485 97.00 98.50 0.0040
E5492486 98.50 100.00 0.0080
E5492487 100.00 100.60 0.1100
E5492488 100.60 101.70 0.1075
E5492489 101.70 102.70 0.1120
E5492491 102.70 103.80 0.0390
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Hole Number: HP13-012                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492492 103.80 105.00 0.0240
E5492493 105.00 106.50 0.0120
E5492494 106.50 108.00 0.0140
E5492495 108.00 109.50 0.4770
E5492496 109.50 111.00 0.1430
E5492497 111.00 112.50 0.0610
E5492498 112.50 114.00 0.0980
E5492500 114.00 115.50 0.0380
E5492501 115.50 116.40 0.0115
E5492502 116.40 117.60 0.0420
E5492503 117.60 119.00 0.1510
E5492504 119.00 120.30 0.0850
E5492505 120.30 121.30 0.0480
E5492506 121.30 122.00 0.0090
E5492507 122.00 123.00 0.0150
E5492508 161.90 162.60 0.0455
E5492509 162.60 163.40 0.2330
E5492510 163.40 164.20 0.2440
E5492512 164.20 165.50 0.0940
E5492513 165.50 166.70 0.1380
E5492514 166.70 168.00 0.2160
E5492515 168.00 169.50 0.1000
E5492516 169.50 170.50 0.1360
E5492517 170.50 171.50 0.0070
E5492518 171.50 172.80 0.0820
E5492519 172.80 174.00 1.3800
E5492521 174.00 174.60 3.0950
E5492522 174.60 175.60 0.0470
E5492523 175.60 177.00 0.4250
E5492524 177.00 178.50 0.0670
E5492525 178.50 180.00 0.0460
E5492526 180.00 181.50 0.0220
E5492527 181.50 183.00 0.0560
E5492528 183.00 184.50 0.1530
E5492529 184.50 186.00 0.0270
E5492531 186.00 187.00 0.0230
E5492532 187.00 187.80 0.0230
E5492533 187.80 189.00 0.1220
E5492534 189.00 190.50 0.0187
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Hole Number: HP13-012                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492535 190.50 192.00 0.0210
E5492536 192.00 193.50 0.0150
E5492537 193.50 195.00 0.0110
E5492538 195.00 196.50 0.0110
E5492539 196.50 198.00 0.0160
E5492541 198.00 199.50 0.0500
E5492542 199.50 201.00 0.0140
E5492543 201.00 202.50 0.0240
E5492544 202.50 204.00 0.0360
E5492545 204.00 205.50 0.0400
E5492546 205.50 206.30 0.0300
E5492547 206.30 207.80 0.0250
E5492548 207.80 209.30 0.0720
E5492550 209.30 210.80 0.0590
E5492551 210.80 212.30 0.0400
E5492552 212.30 213.40 0.0650
E5492553 213.40 214.70 0.0730
E5492554 214.70 216.00 0.0380
E5492555 216.00 217.50 0.0370
E5492556 217.50 219.00 0.1600
E5492557 219.00 220.50 0.0140
E5492559 220.50 222.00 0.0280
E5492560 222.00 223.50 0.0250
E5492561 223.50 225.00 0.0170
E5492562 225.00 226.50 0.0260
E5492563 226.50 228.00 0.0690
E5492564 228.00 229.50 0.0490
E5492565 229.50 231.00 0.0240
E5492566 231.00 232.50 0.0440
E5492567 232.50 234.00 0.1000
E5492568 234.00 235.50 0.1350
E5492570 235.50 237.00 0.2620
E5492571 237.00 238.50 0.1620
E5492572 238.50 240.00 0.0600
E5492573 240.00 241.40 0.1470
E5492574 241.40 242.60 0.1880
E5492575 242.60 243.30 0.0760
E5492576 243.30 244.70 0.4360
E5492577 244.70 246.00 0.2730
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492578 246.00 247.50 0.8480
E5492580 247.50 249.00 0.3610
E5492581 249.00 250.00 0.5290
E5492582 250.00 251.00 0.1230
E5492583 251.00 252.20 0.6670
E5492584 252.20 253.40 1.0700
E5492585 253.40 254.40 1.9300
E5492586 254.40 255.40 3.0200
E5492587 255.40 256.40 3.9650
E5492588 256.40 257.40 2.5300
E5492590 257.40 258.50 1.9400
E5492591 258.50 259.60 1.4400
E5492592 259.60 260.50 3.8700
E5492593 260.50 261.50 0.0930
E5492594 261.50 262.50 0.1150
E5492595 262.50 263.80 0.0350
E5492596 263.80 264.80 0.0980
E5492597 264.80 265.80 0.0580
E5492598 265.80 267.00 0.0130
E5492600 267.00 268.50 0.0385
E5492601 268.50 270.00 0.6380
E5492602 270.00 271.50 0.1330
E5492603 271.50 273.00 0.2560
E5492604 273.00 274.50 0.4510
E5492605 274.50 276.00 0.0370
E5492606 276.00 277.10 0.5700
E5492607 277.10 277.90 2.8600
E5492609 277.90 279.00 0.4630
E5492610 279.00 280.00 0.1610
E5492611 280.00 281.10 0.4150
E5492612 281.10 282.20 0.0070
E5492613 282.20 283.50 0.0040
E5492614 283.50 285.00 0.0030
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371566.000000 552383.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-013              DDH

Hislop Township

YES L24686

DECIMAL METRIC

212.00 -55.00

bhua

Garant

1' of core not recovered around 9.2-9.5m

0 465.00

Completed: Apr 08, 2013Start Date: Mar 30, 2013

Entered On: Apr 01, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-013                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371566.00 North: Collar Az:

Location: Hislop Township East: 552383.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Mar 30, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Apr 08, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-55.00

212.00

465.00

0.00

465.00

Comments: 1' of core not recovered around 9.2-9.5m

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar from planned Az and Dip 30.00 mag field = 5660212.00 215.00-55.00 -55.20EZ Shot OK EZ Shot OK

81.00 mag field = 5560; Mag ok but suspect Az off 132.00 mag field = 5495205.20 215.10-54.60 -55.00EZ Shot DO EZ Shot OK

183.00 mag field = 5552 234.00 mag field = 5656216.00 213.80-54.40 -54.70EZ Shot OK EZ Shot OK

285.00 mag field = 5597 336.00 mag field = 5616217.20 217.40-54.30 -54.70EZ Shot OK EZ Shot OK

387.00 mag field = 5582 438.00 mag field = 5511216.40 215.40-54.50 -53.90EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 9.00 HPO, OVERBURDEN E5492615 7.80 9.00 1.20 0.05
OVERBURDEN -
9m of casing used.  1.2m of VMM recovered with some boulders.
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Hole Number: HP13-013                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

9.00 76.00 VMM, MAFIC VOLCANIC MASSIVE E5492616 9.00 10.50 1.50 0.02
E5492617 10.50 12.00 1.50 0.02
E5492618 12.00 12.80 0.80 0.23
E5492620 12.80 13.80 1.00 0.03
E5492621 13.80 15.00 1.20 0.06
E5492622 15.00 16.20 1.20 0.04
E5492623 16.20 16.80 0.60 0.78
E5492624 16.80 17.60 0.80 1.00
E5492625 17.60 18.30 0.70 0.73
E5492626 18.30 19.30 1.00 0.92
E5492627 19.30 19.80 0.50 0.91
E5492629 19.80 20.90 1.10 0.26
E5492630 20.90 22.20 1.30 0.47
E5492631 22.20 22.60 0.40 1.14
E5492632 22.60 24.00 1.40 0.05
E5492633 24.00 25.00 1.00 0.74
E5492634 25.00 26.00 1.00 0.77
E5492635 26.00 27.10 1.10 0.09
E5492636 27.10 27.70 0.60 0.41
E5492637 27.70 28.30 0.60 0.68
E5492639 28.30 29.60 1.30 0.46
E5492640 29.60 30.90 1.30 0.01
E5492641 30.90 32.10 1.20 0.01
E5492642 32.10 33.40 1.30 0.28
E5492643 33.40 34.70 1.30 0.10
E5492644 34.70 35.40 0.70 1.16
E5492645 35.40 36.50 1.10 0.01
E5492646 36.50 37.80 1.30 0.00
E5492647 37.80 39.00 1.20 0.01
E5492648 39.00 40.30 1.30 0.02
E5492649 40.30 41.00 0.70 0.05
E5492651 41.00 42.00 1.00 0.01
E5492652 42.00 43.00 1.00 0.02
E5492653 43.00 44.20 1.20 0.02
E5492654 44.20 45.40 1.20 0.20
E5492655 45.40 46.60 1.20 0.00
E5492656 46.60 48.00 1.40 0.05
E5492657 48.00 49.20 1.20 0.24
E5492658 49.20 50.40 1.20 0.02
E5492659 50.40 51.50 1.10 1.50
E5492661 51.50 52.10 0.60 0.33
E5492662 52.10 53.50 1.40 0.05
E5492663 53.50 54.90 1.40 0.01

MAFIC VOLCANIC ROCK -
Rock varies in colour, but mainly dark grey with depth.  Upper portion contains
bleached portions.  Aphanitic.  BLE is mainly fracture controlled, but can be
semi-pervasive near top of hole.  ALB alteration is present in areas of BLE, but
can be correlated with higher concentrations of PY.  SIL is patchy with HE
present throughout.  PY varies in concentration up to 3% and is mainly fracture
controlled.  CAR fracture fillings/veinlets present throughout at various
concentrations.  QZ/CAR veinlets also present.  Rock is moderate with patchy
oderate magnetism where BLE does not occur.
Intervals of interest
16.2-17.6m - 2-3% v.f.g. disseminated PY locally 5% all clustered near end
sericitic intrusion.  Patchy ALB alteration.
19.3-19.8m - 2-3% v.f.g. disseminated PY locally 5% at near end of interval.
Patchy ALB alteration
34.7-35.4m - 3-5% v.f.g. disseminated PY.  Patchy ALB alteration
50.4-52.1m - 3-4% v.f.g. fracture controlled PY.  Patchy ALB alteration
56.3-56.9m - 2-3% v.f.g. fracture controlled PY.
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E5492664 54.90 56.30 1.40 0.01
E5492665 56.30 56.90 0.60 0.23
E5492666 56.90 58.00 1.10 0.01
E5492667 58.00 59.00 1.00 0.00
E5492668 59.00 60.00 1.00 0.02
E5492670 60.00 61.50 1.50 0.01
E5492671 61.50 63.00 1.50 0.01
E5492672 63.00 64.50 1.50 0.00
E5492673 64.50 66.00 1.50 0.01
E5492674 66.00 67.50 1.50 0.00
E5492675 67.50 69.00 1.50 0.05
E5492676 69.00 70.50 1.50 0.02
E5492677 70.50 72.00 1.50 0.09
E5492678 72.00 73.50 1.50 0.02
E5492679 73.50 74.60 1.10 0.05
E5492680 74.60 75.50 0.90 0.19
E5492682 75.50 76.00 0.50 0.01

76.00 81.00 ISO, SYENITIC INTRUSIVE E5492683 76.00 77.00 1.00 0.01
E5492684 77.00 78.00 1.00 0.01
E5492685 78.00 79.50 1.50 0.03
E5492686 79.50 81.00 1.50 0.02

HORNBLENDE SYENITE -
Rock is grey with slight brown and pink tint.  Fine grained to medium grained
matrix with amphibole phenocrysts up to 1mm in diameter.  Distinct upper
contact 30 degrees TCA.  Feldspar is fine grained within matrix.  Weak HE
alteration.  Trace amounts of PY.  Low concetration of CAR fracture fillings.  Rock
is soft with weak magnetism.
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81.00 113.80 VMM, MAFIC VOLCANIC MASSIVE E5492687 81.00 82.00 1.00 0.05
E5492688 82.00 83.00 1.00 0.02
E5492689 83.00 84.00 1.00 0.01
E5492690 84.00 85.00 1.00 0.02
E5492691 85.00 86.20 1.20 0.10
E5492693 86.20 87.30 1.10 0.88
E5492694 87.30 88.40 1.10 0.05
E5492695 88.40 89.50 1.10 0.04
E5492696 89.50 91.00 1.50 0.02
E5492697 91.00 92.50 1.50 0.30
E5492698 92.50 94.00 1.50 0.35
E5492699 94.00 95.50 1.50 0.04
E5492700 95.50 97.00 1.50 0.17
E5492701 97.00 98.50 1.50 0.20
E5492703 98.50 99.40 0.90 0.24
E5492704 99.40 100.40 1.00 0.04
E5492705 100.40 101.50 1.10 0.07
E5492706 101.50 102.70 1.20 0.01
E5492707 102.70 104.00 1.30 0.01
E5492708 104.00 105.00 1.00 0.01
E5492709 105.00 106.50 1.50 0.01
E5492710 106.50 108.00 1.50 0.01
E5492711 108.00 109.50 1.50 0.01
E5492713 109.50 111.00 1.50 0.01
E5492714 111.00 112.10 1.10 0.01
E5492715 112.10 113.30 1.20 0.09
E5492716 113.30 113.80 0.50 0.11

MAFIC VOLCANIC ROCK -
Rock is dark grey.  Aphanitic.  Distinct upper contact non-linear and
approximately 70 degrees TCA.  Weak to moderate fracture filling HE alteration
with minor silicified syenites intruding.  Generally Trace amounts of PY, but
fracture controlled PY is present at top of interval decreasing with depth.
QZ/CAR stringers present at mid angles TCA.  Rock is moderate with patchy
magnetism.  Minor feldspar porphyries intrude unit.
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113.80 143.60 ISO, SYENITIC INTRUSIVE E5492717 113.80 115.30 1.50 0.28
E5492718 115.30 116.80 1.50 0.13
E5492719 116.80 118.30 1.50 0.02
E5492720 118.30 119.80 1.50 0.03
E5492721 119.80 121.30 1.50 0.03
E5492723 121.30 122.80 1.50 0.07
E5492724 122.80 124.00 1.20 0.03
E5492725 124.00 125.10 1.10 0.12
E5492726 125.10 126.60 1.50 0.06
E5492727 126.60 128.10 1.50 0.04
E5492728 128.10 129.60 1.50 0.06
E5492729 129.60 130.90 1.30 0.11
E5492730 130.90 132.10 1.20 0.07
E5492731 132.10 132.60 0.50 0.03
E5492733 132.60 134.10 1.50 0.06
E5492734 134.10 135.60 1.50 0.17
E5492735 135.60 137.10 1.50 0.16
E5492736 137.10 138.60 1.50 0.11
E5492737 138.60 139.80 1.20 0.24
E5492738 139.80 141.00 1.20 2.12
E5492739 141.00 141.40 0.40 6.81
E5492741 141.40 142.50 1.10 1.58
E5492742 142.50 143.60 1.10 1.32

HORNBLENDE SYENITE -
Rock is generally feldspar in composition with hornblende phenocrysts.  Top of
unit is moderately altered with patchy intervals of HE and EP.  Trace amounts of
PY visible throughout most of rock.  End of unit contains up to 2% v.f.g.
disseminated PY as it is contained within a minor VMM unit between syenites.
Low concentrations of CAR fracture fillings throughout with minor interval of QZ
veinlets.  Rock is hard with patchy weak magnetism.
Intervals of interest
141.4-143.6m - VMM between syenites.  Weak to moderate SER alteration with
patchy HE.  up to 2% v.f.g. disseminated PY
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143.60 202.30 ISO, SYENITIC INTRUSIVE E5492743 143.60 144.50 0.90 0.17
E5492744 144.50 146.00 1.50 0.02
E5492745 146.00 147.00 1.00 0.02
E5492746 147.00 148.50 1.50 0.02
E5492747 148.50 150.00 1.50 0.02
E5492748 150.00 151.50 1.50 0.03
E5492749 151.50 153.00 1.50 0.05
E5492750 153.00 154.50 1.50 0.07
E5492751 154.50 155.90 1.40 0.08
E5492753 155.90 157.10 1.20 0.09
E5492754 157.10 158.00 0.90 0.07
E5492755 158.00 159.00 1.00 0.04
E5492756 159.00 160.50 1.50 0.40
E5492757 160.50 161.90 1.40 0.12
E5492758 161.90 163.30 1.40 0.24
E5492759 163.30 164.70 1.40 0.36
E5492760 164.70 166.00 1.30 0.10
E5492761 166.00 167.00 1.00 0.06
E5492763 167.00 168.00 1.00 0.17
E5492764 168.00 169.50 1.50 0.04
E5492765 169.50 171.00 1.50 0.18
E5492766 171.00 172.50 1.50 0.41
E5492767 172.50 174.00 1.50 3.47
E5492768 174.00 175.50 1.50 0.07
E5492769 175.50 177.00 1.50 0.25
E5492770 177.00 178.50 1.50 0.06
E5492771 178.50 180.00 1.50 0.68
E5492773 180.00 181.40 1.40 0.40
E5492774 181.40 182.90 1.50 0.09
E5492775 182.90 184.40 1.50 0.07
E5492776 184.40 185.90 1.50 0.12
E5492777 185.90 187.40 1.50 0.37
E5492778 187.40 188.90 1.50 0.25
E5492779 188.90 190.40 1.50 0.12
E5492780 190.40 191.90 1.50 0.13
E5492781 191.90 192.40 0.50 0.14
E5492783 192.40 193.90 1.50 0.14
E5492784 193.90 195.40 1.50 0.07
E5492785 195.40 196.90 1.50 0.15
E5492786 196.90 198.40 1.50 0.40
E5492787 198.40 199.30 0.90 1.59
E5492788 199.30 200.30 1.00 0.67
E5492789 200.30 201.30 1.00 1.45

ALBITIC AND SILICIFIED FELDSPAR PORPHRYITIC SYENITE -
Rock is dark purple with green patches.  Glassy matrix with phenocrysts up to
2cm in diameter.  Distinct upper contact 45 degrees TCA.  Unit begins with minor
SER altered and PY mineralized mafic rock.  Strong pervasive SIL present with an
underlying albitic alteration.  EP alteration is weak to moderate and fracture
controlled.  PY present throughout in low concentration as f.g. clustered or
disseminated.  Low concentration of CAR/QZ fracture fillings.  Minor presence of
conglomeritic tuff or filled in fault.  Rock is hard with no magnetism.
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E5492791 201.30 202.30 1.00 1.12
202.30 235.20 VUO, ULTRAMAFIC VOLCANIC E5492792 202.30 203.10 0.80 0.06

E5492793 203.10 203.90 0.80 0.02
E5492794 203.90 205.00 1.10 0.11

ULTRAMAFIC ROCK -
Rock is dark grey to black.  Aphanitic.  Distinct upper contact 30 degrees TCA.
Pervasive CHL and TAL alteration throughout.  Trace amounts of PY.  CAR
fracture fillings present in moderate concentrations at all angles.  Rock is very
soft with patchy moderate magnetism.

235.20 248.30 VGO, GABBRO
MAFIC GABBRO -
Rock is dark green.  Medium grained with amphibole phenocrysts up to 1mm in
diameter.  Distinct upper contact 30 degrees TCA.  No siginificant alteration
present, possible minor CHL alteration.  Trace amounts of PY, but can be seen as
euhedral c.g. crystals.  CAR veinlets present anywhere between 50-80 degrees
TCA.  Rock is soft with no magnetism.

248.30 350.90 VUO, ULTRAMAFIC VOLCANIC E5492795 249.00 250.40 1.40 0.03
E5492796 250.40 250.80 0.40 0.68
E5492797 250.80 252.00 1.20 0.16
E5492798 252.00 252.80 0.80 0.41
E5492799 252.80 253.60 0.80 2.39
E5492800 253.60 255.00 1.40 0.02
E5492801 349.90 350.90 1.00 0.01

ULTRAMAFIC ROCK -
Rock is dark grey to black.  Aphanitic.  Distinct upper contact but unknown angle
due to core breakage.  Pervasive CHL and TAL alteration throughout.  Trace
amounts of PY.  CAR fracture fillings present in moderate concentrations at all
angles.  Rock is very soft with patchy moderate magnetism.  Minor ISO and
LLO's Present

350.90 356.40 VMX, MAFIC BRECCIA E5492802 350.90 351.80 0.90 0.03
E5492804 351.80 352.80 1.00 0.16
E5492805 352.80 353.80 1.00 0.14
E5492806 353.80 354.50 0.70 0.12
E5492807 354.50 355.60 1.10 0.11
E5492808 355.60 356.40 0.80 0.47

BRECCIATED MAFIC ROCK -
Rock is olive green to brown.  Aphanitic to fine grained with brecciation of rock
due to fine CHL fracturing.  Distinct upper contact 20-30 degrees TCA.
Semi-pervasive SER alteration present within rock with minor HE alteration
localized around fractures.  CHL present within fractures.  1-3% f.g.
disseminated PY present throughout decreasing in concentration with depth.
Moderate to high concentration of QZ/CAR veins cross cutting unit at near
perpendicular angles TCA.  Rock is moderate in hardness with patchy weak
magnetism.
Entire unit is of interest.

356.40 358.30 VUO, ULTRAMAFIC VOLCANIC E5492809 356.40 357.00 0.60 0.18
E5492811 357.00 357.40 0.40 0.61
E5492812 357.40 358.30 0.90 0.03

MINERALIZED ULTRAMAFIC ROCK -
Rock is dark grey with slight olive tint from SER alteration. Aphanitic.  Distinct
upper contact 30 degrees TCA.  Pervasive CHL alteration with minor patchy SER
alteration.  Presence of very fine grained to fine grained PY mineralization
decreasing in concentration with depth in interval.  Low concentration of CAR
fracture fillings.  Minor fracturing of rock parallel TCA due to possible fault.  Rock
is very soft with patchy weak magnetism.
Entire interval is of interest.
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358.30 361.40 VMT, MAFIC VOLCANIC TUFFACEOUS E5492813 358.30 359.30 1.00 0.01
E5492814 359.30 360.40 1.10 0.01
E5492815 360.40 361.40 1.00 0.02

MAFIC TUFF -
Rock is dark grey with slight brownish tint.  Aphanitic.  Distinct upper contact
23-30 degrees TCA.  Weak HE alteration throughout with trace amounts of PY.
CAR veinlets present at various angles in low concentrations.  Rock is moderate
to hard with moderate magnetism.

361.40 373.00 VMM, MAFIC VOLCANIC MASSIVE E5492816 361.40 362.30 0.90 0.01
E5492817 362.30 363.20 0.90 0.01
E5492818 363.20 363.70 0.50 0.00
E5492819 363.70 364.20 0.50 0.00
E5492820 364.20 365.10 0.90 0.00
E5492821 365.10 366.00 0.90 0.05
E5492823 366.00 367.00 1.00 0.03
E5492824 367.00 368.20 1.20 0.02
E5492825 368.20 369.70 1.50 0.02
E5492826 369.70 370.20 0.50 0.01
E5492827 370.20 371.70 1.50 0.01
E5492828 371.70 373.00 1.30 0.01

MAFIC VOLCANIC ROCK WTIH MINOR ULTRAMAFIC UNIT -
Rock is dark grey with slight green tint.  Fine grained.  Distinct upper contact 40
degrees TCA.  SER alteration is present around CAR fractures and veinlets.  SER
also increases in pervasiveness towards lower contact.  Trace PY throughout.
VUO unit present in the middle of interval.  CAR veinlets present at no significant
angle.  Rock is soft to moderate with patchy magnetism.

373.00 400.60 IPF, FELDSPAR PORPYRY E5492829 373.00 374.00 1.00 0.01
SERICITE ALTERED FELDSPAR PORPHYRY -
Rock is pale yellow green.  Distinct upper contact 50 degrees TCA.  SER
alteration is strong and semi-pervasive with weak patchy SIL also.   EP alteration
is in low concentration.  Trace amounts of PY visible.  Both QZ veinlets and CAR
fracture fillings present in moderate concentrations throughout.  Rock is hard
with no magnetism.

400.60 416.30 VMM, MAFIC VOLCANIC MASSIVE E5492830 411.00 412.20 1.20 1.16
E5492831 412.20 412.70 0.50 0.05
E5492833 412.70 414.00 1.30 0.45
E5492834 414.00 415.10 1.10 0.13
E5492835 415.10 416.30 1.20 0.44

SERICITE ALTERED MAFIC VOLCANIC ROCK -
Rock is pale yellow with slight green tint.  Aphanitic.  Distinct upper contact 70
degrees TCA.  SER alteration is semi-pervasive and strong.  Minor EP alteration
also present.  Trace amounts of PY visible.  CAR veinlets present in low
concentrations.  Rock is moderate with no magnetism.

416.30 419.80 IPF, FELDSPAR PORPYRY E5492836 416.30 417.40 1.10 0.06
E5492837 417.40 418.60 1.20 0.02
E5492838 418.60 419.80 1.20 0.02

SERICITE ALTERED FELDSPAR PORPHYRY -
Rock is pale yellow green.  Distinct upper contact 60 degrees TCA.  Feldspar
phenocrysts still visible.  SER alteration is strong and semi-pervasive with weak
patchy SIL also.   EP alteration is in low concentration.  Trace amounts of PY
visible.  Both QZ veinlets and CAR fracture fillings present in moderate
concentrations throughout.  Rock is hard with no magnetism.
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419.80 465.00 VGO, GABBRO E5492839 419.80 421.00 1.20 0.04
MAFIC GABBRO -
Rock transitions from pale yellow green to dark green.  Fine grained matrix with
amphibole phenocrysts up to 1mm in diameter.  Distinct upper contact 25
degrees TCA.  SER alteration decreases with depth.  LCX is present disseminated
throughout lower portion of rock.  HE also present in low concentrations around
fractures.  Trace amounts of PY, but can be seen as c.g. euhedral crystals.  CAR
veinlets decrease in concentration with depth away from upper contact.  Rock is
soft with patchy magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492615 7.80 9.00 0.0490
E5492616 9.00 10.50 0.0160
E5492617 10.50 12.00 0.0170
E5492618 12.00 12.80 0.2250
E5492620 12.80 13.80 0.0330
E5492621 13.80 15.00 0.0610
E5492622 15.00 16.20 0.0420
E5492623 16.20 16.80 0.7800
E5492624 16.80 17.60 1.0000
E5492625 17.60 18.30 0.7310
E5492626 18.30 19.30 0.9200
E5492627 19.30 19.80 0.9145
E5492629 19.80 20.90 0.2630
E5492630 20.90 22.20 0.4720
E5492631 22.20 22.60 1.1400
E5492632 22.60 24.00 0.0510
E5492633 24.00 25.00 0.7410
E5492634 25.00 26.00 0.7690
E5492635 26.00 27.10 0.0920
E5492636 27.10 27.70 0.4060
E5492637 27.70 28.30 0.6800
E5492639 28.30 29.60 0.4580
E5492640 29.60 30.90 0.0110
E5492641 30.90 32.10 0.0110
E5492642 32.10 33.40 0.2760
E5492643 33.40 34.70 0.0970
E5492644 34.70 35.40 1.1600
E5492645 35.40 36.50 0.0090
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E5492646 36.50 37.80 0.0030
E5492647 37.80 39.00 0.0080
E5492648 39.00 40.30 0.0150
E5492649 40.30 41.00 0.0510
E5492651 41.00 42.00 0.0070
E5492652 42.00 43.00 0.0165
E5492653 43.00 44.20 0.0240
E5492654 44.20 45.40 0.1960
E5492655 45.40 46.60 0.0040
E5492656 46.60 48.00 0.0460
E5492657 48.00 49.20 0.2360
E5492658 49.20 50.40 0.0230
E5492659 50.40 51.50 1.5000
E5492661 51.50 52.10 0.3300
E5492662 52.10 53.50 0.0470
E5492663 53.50 54.90 0.0070
E5492664 54.90 56.30 0.0090
E5492665 56.30 56.90 0.2270
E5492666 56.90 58.00 0.0050
E5492667 58.00 59.00 0.0040
E5492668 59.00 60.00 0.0170
E5492670 60.00 61.50 0.0120
E5492671 61.50 63.00 0.0070
E5492672 63.00 64.50 0.0040
E5492673 64.50 66.00 0.0070
E5492674 66.00 67.50 0.0030
E5492675 67.50 69.00 0.0530
E5492676 69.00 70.50 0.0220
E5492677 70.50 72.00 0.0860
E5492678 72.00 73.50 0.0180
E5492679 73.50 74.60 0.0540
E5492680 74.60 75.50 0.1910
E5492682 75.50 76.00 0.0050
E5492683 76.00 77.00 0.0120
E5492684 77.00 78.00 0.0080
E5492685 78.00 79.50 0.0250
E5492686 79.50 81.00 0.0150
E5492687 81.00 82.00 0.0490
E5492688 82.00 83.00 0.0210



Page 11 of 14Dec 12, 2013 DETAILED LOG

Hole Number: HP13-013                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492689 83.00 84.00 0.0130
E5492690 84.00 85.00 0.0155
E5492691 85.00 86.20 0.0990
E5492693 86.20 87.30 0.8820
E5492694 87.30 88.40 0.0490
E5492695 88.40 89.50 0.0440
E5492696 89.50 91.00 0.0150
E5492697 91.00 92.50 0.2990
E5492698 92.50 94.00 0.3480
E5492699 94.00 95.50 0.0350
E5492700 95.50 97.00 0.1700
E5492701 97.00 98.50 0.1950
E5492703 98.50 99.40 0.2400
E5492704 99.40 100.40 0.0350
E5492705 100.40 101.50 0.0660
E5492706 101.50 102.70 0.0085
E5492707 102.70 104.00 0.0070
E5492708 104.00 105.00 0.0050
E5492709 105.00 106.50 0.0050
E5492710 106.50 108.00 0.0080
E5492711 108.00 109.50 0.0050
E5492713 109.50 111.00 0.0060
E5492714 111.00 112.10 0.0050
E5492715 112.10 113.30 0.0850
E5492716 113.30 113.80 0.1050
E5492717 113.80 115.30 0.2790
E5492718 115.30 116.80 0.1300
E5492719 116.80 118.30 0.0160
E5492720 118.30 119.80 0.0310
E5492721 119.80 121.30 0.0280
E5492723 121.30 122.80 0.0680
E5492724 122.80 124.00 0.0280
E5492725 124.00 125.10 0.1220
E5492726 125.10 126.60 0.0600
E5492727 126.60 128.10 0.0380
E5492728 128.10 129.60 0.0620
E5492729 129.60 130.90 0.1070
E5492730 130.90 132.10 0.0732
E5492731 132.10 132.60 0.0310
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E5492733 132.60 134.10 0.0640
E5492734 134.10 135.60 0.1710
E5492735 135.60 137.10 0.1550
E5492736 137.10 138.60 0.1110
E5492737 138.60 139.80 0.2430
E5492738 139.80 141.00 2.1200
E5492739 141.00 141.40 6.8100
E5492741 141.40 142.50 1.5800
E5492742 142.50 143.60 1.3200
E5492743 143.60 144.50 0.1735
E5492744 144.50 146.00 0.0180
E5492745 146.00 147.00 0.0170
E5492746 147.00 148.50 0.0230
E5492747 148.50 150.00 0.0190
E5492748 150.00 151.50 0.0250
E5492749 151.50 153.00 0.0530
E5492750 153.00 154.50 0.0660
E5492751 154.50 155.90 0.0780
E5492753 155.90 157.10 0.0920
E5492754 157.10 158.00 0.0730
E5492755 158.00 159.00 0.0375
E5492756 159.00 160.50 0.4030
E5492757 160.50 161.90 0.1190
E5492758 161.90 163.30 0.2350
E5492759 163.30 164.70 0.3580
E5492760 164.70 166.00 0.1000
E5492761 166.00 167.00 0.0620
E5492763 167.00 168.00 0.1680
E5492764 168.00 169.50 0.0440
E5492765 169.50 171.00 0.1810
E5492766 171.00 172.50 0.4090
E5492767 172.50 174.00 3.4700
E5492768 174.00 175.50 0.0710
E5492769 175.50 177.00 0.2460
E5492770 177.00 178.50 0.0630
E5492771 178.50 180.00 0.6840
E5492773 180.00 181.40 0.4010
E5492774 181.40 182.90 0.0900
E5492775 182.90 184.40 0.0700
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Hole Number: HP13-013                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492776 184.40 185.90 0.1170
E5492777 185.90 187.40 0.3720
E5492778 187.40 188.90 0.2450
E5492779 188.90 190.40 0.1190
E5492780 190.40 191.90 0.1250
E5492781 191.90 192.40 0.1420
E5492783 192.40 193.90 0.1370
E5492784 193.90 195.40 0.0710
E5492785 195.40 196.90 0.1500
E5492786 196.90 198.40 0.3980
E5492787 198.40 199.30 1.5900
E5492788 199.30 200.30 0.6670
E5492789 200.30 201.30 1.4500
E5492791 201.30 202.30 1.1200
E5492792 202.30 203.10 0.0570
E5492793 203.10 203.90 0.0210
E5492794 203.90 205.00 0.1050
E5492795 249.00 250.40 0.0280
E5492796 250.40 250.80 0.6780
E5492797 250.80 252.00 0.1570
E5492798 252.00 252.80 0.4100
E5492799 252.80 253.60 2.3900
E5492800 253.60 255.00 0.0160
E5492801 349.90 350.90 0.0110
E5492802 350.90 351.80 0.0280
E5492804 351.80 352.80 0.1550
E5492805 352.80 353.80 0.1420
E5492806 353.80 354.50 0.1210
E5492807 354.50 355.60 0.1080
E5492808 355.60 356.40 0.4670
E5492809 356.40 357.00 0.1820
E5492811 357.00 357.40 0.6090
E5492812 357.40 358.30 0.0315
E5492813 358.30 359.30 0.0100
E5492814 359.30 360.40 0.0050
E5492815 360.40 361.40 0.0200
E5492816 361.40 362.30 0.0140
E5492817 362.30 363.20 0.0070
E5492818 363.20 363.70 0.0020
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Hole Number: HP13-013                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492819 363.70 364.20 0.0010
E5492820 364.20 365.10 0.0020
E5492821 365.10 366.00 0.0470
E5492823 366.00 367.00 0.0300
E5492824 367.00 368.20 0.0150
E5492825 368.20 369.70 0.0190
E5492826 369.70 370.20 0.0140
E5492827 370.20 371.70 0.0110
E5492828 371.70 373.00 0.0120
E5492829 373.00 374.00 0.0110
E5492830 411.00 412.20 1.1600
E5492831 412.20 412.70 0.0460
E5492833 412.70 414.00 0.4450
E5492834 414.00 415.10 0.1270
E5492835 415.10 416.30 0.4370
E5492836 416.30 417.40 0.0560
E5492837 417.40 418.60 0.0230
E5492838 418.60 419.80 0.0241
E5492839 419.80 421.00 0.0350
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Making Water: Is Hole Plugged: Is Cemented:

Contractor:
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0 480.00
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Hislop
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Brian Hua
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Hole Number: HP13-014                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371566.00 North: Collar Az:

Location: Hislop Township East: 552383.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Apr 08, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Apr 12, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-75.00

212.00

480.00

0.00

480.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar Az from Field Check, dip from planned value 27.00 mag field = 5591210.20 228.20-75.00 -74.20EZ Shot OK EZ Shot OK

78.00 mag field = 5484 129.00 mag field = 5659222.20 226.80-74.30 -74.90EZ Shot OK EZ Shot OK

180.00 mag field = 5555 231.00 mag field = 5577228.40 227.90-74.70 -75.10EZ Shot OK EZ Shot OK

282.00 mag field = 5550 333.00 mag field = 5594228.60 229.40-75.10 -74.90EZ Shot OK EZ Shot OK

384.00 mag field = 5589 435.00 mag field = 5579228.60 230.10-75.00 -75.80EZ Shot OK EZ Shot OK

477.00 mag field = 5551228.90 -75.40 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 6.00 HPO, OVERBURDEN
OVERBURDEN -
6m of casing used.
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Hole Number: HP13-014                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

6.00 135.70 VMM, MAFIC VOLCANIC MASSIVE E5492840 6.30 7.60 1.30 0.01
E5492841 7.60 8.80 1.20 0.00
E5492842 8.80 9.70 0.90 0.03
E5492843 9.70 11.00 1.30 0.08
E5492844 11.00 12.20 1.20 0.01
E5492845 12.20 13.50 1.30 0.02
E5492846 13.50 14.80 1.30 0.00
E5492847 14.80 15.10 0.30 0.01
E5492848 15.10 16.50 1.40 0.35
E5492850 16.50 16.90 0.40 2.62
E5492851 16.90 18.00 1.10 0.33
E5492852 18.00 18.60 0.60 0.10
E5492853 18.60 19.80 1.20 0.66
E5492854 19.80 20.70 0.90 0.38
E5492855 20.70 21.50 0.80 0.39
E5492856 21.50 22.30 0.80 0.22
E5492857 22.30 23.30 1.00 0.93
E5492858 23.30 24.00 0.70 0.39
E5492860 24.00 25.50 1.50 0.10
E5492861 25.50 27.00 1.50 0.12
E5492862 27.00 28.50 1.50 0.07
E5492863 28.50 30.00 1.50 0.13
E5492864 30.00 31.50 1.50 0.04
E5492865 31.50 33.00 1.50 0.01
E5492866 33.00 34.50 1.50 0.16
E5492867 34.50 36.00 1.50 0.04
E5492868 36.00 37.00 1.00 0.33
E5492870 37.00 38.00 1.00 0.02
E5492871 38.00 39.00 1.00 0.13
E5492872 39.00 40.40 1.40 0.01
E5492873 40.40 41.60 1.20 0.02
E5492874 41.60 42.80 1.20 0.01
E5492875 42.80 44.00 1.20 0.01
E5492876 44.00 45.00 1.00 0.02
E5492877 45.00 46.50 1.50 0.10
E5492878 46.50 48.00 1.50 0.05
E5492879 48.00 49.50 1.50 0.00
E5492880 49.50 51.00 1.50 0.03
E5492882 51.00 51.90 0.90 0.82
E5492883 51.90 53.30 1.40 0.02
E5492884 53.30 54.50 1.20 0.02
E5492885 54.50 55.80 1.30 0.03
E5492886 55.80 57.00 1.20 0.02

MAFIC ROCK WITH MINOR SYENITIC INTRUSIONS -
Rock is dark grey with bleached intervals.  Aphanitic to fine grained.  Patchy
BLE'ed areas are fracture controlled.  HE alteration is also fracture controlled and
within syenites.  SIL is present within syenites and around minor QZ veinlets.
Patchy interval containing higher concentrated fracture controlled PY
mineralization up to 10%.  Locally brecciated around QZ veins with 5% PY
mineralization.  PY can also be seen as syenite controlled.  Mainly CAR fracture
fillings present throughout in low concentration with areas of QZ veinlets
concentrated together.  Rock is hard with patchy moderate to strong magnetism
where BLE does not exist.  No significant structure.
Intervals of interest:
58.2-63.3m: 2-3% v.f.g. fracture controlled and QZ vein controlled PY up to 6%.

81-83.5m: 4% v.f.g. syenite controlled/disseminated PY, decreasing in
concentration away from contact.
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Hole Number: HP13-014                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5492887 57.00 58.20 1.20 0.01
E5492888 58.20 59.00 0.80 0.29
E5492889 59.00 59.60 0.60 0.42
E5492891 59.60 60.80 1.20 0.89
E5492892 60.80 61.70 0.90 0.99
E5492893 61.70 62.50 0.80 0.27
E5492894 62.50 63.30 0.80 1.00
E5492895 63.30 64.50 1.20 0.03
E5492896 64.50 66.00 1.50 0.02
E5492897 66.00 67.50 1.50 0.00
E5492898 67.50 69.00 1.50 0.01
E5492900 69.00 70.50 1.50 0.00
E5492901 70.50 72.00 1.50 0.01
E5492902 72.00 73.50 1.50 0.00
E5492903 73.50 75.00 1.50 0.00
E5492904 75.00 76.50 1.50 0.01
E5492905 76.50 78.00 1.50 0.01
E5492906 78.00 79.50 1.50 0.11
E5492907 79.50 81.00 1.50 0.15
E5492908 81.00 81.50 0.50 0.17
E5492910 81.50 82.50 1.00 0.89
E5492911 82.50 83.50 1.00 0.83
E5492912 83.50 84.80 1.30 0.13
E5492913 84.80 86.20 1.40 0.01
E5492914 86.20 87.60 1.40 0.07
E5492915 87.60 88.10 0.50 0.09
E5492916 88.10 89.40 1.30 0.21
E5492917 89.40 90.60 1.20 1.07
E5492918 90.60 92.10 1.50 0.49
E5492920 92.10 93.60 1.50 0.11
E5492921 93.60 95.10 1.50 0.40
E5492922 95.10 96.00 0.90 0.97
E5492923 96.00 96.70 0.70 0.70
E5492924 96.70 97.30 0.60 0.75
E5492925 97.30 98.00 0.70 0.19
E5492926 98.00 98.70 0.70 0.62
E5492927 98.70 100.00 1.30 0.27
E5492928 100.00 101.00 1.00 0.26
E5492930 101.00 102.00 1.00 0.25
E5492931 102.00 102.60 0.60 0.39
E5492932 102.60 104.00 1.40 0.02
E5492933 104.00 105.00 1.00 0.01
E5492934 105.00 106.50 1.50 0.00
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Hole Number: HP13-014                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5492935 106.50 108.00 1.50 0.01
E5492936 108.00 109.50 1.50 0.03
E5492937 109.50 111.00 1.50 0.05
E5492938 111.00 112.50 1.50 0.02
E5492940 112.50 114.00 1.50 0.05
E5492941 114.00 115.50 1.50 0.05
E5492942 115.50 116.40 0.90 0.01
E5492943 116.40 117.00 0.60 0.30
E5492944 117.00 118.00 1.00 0.31
E5492945 118.00 119.20 1.20 0.02
E5492946 119.20 119.50 0.30 0.80
E5492947 119.50 121.00 1.50 0.18
E5492948 121.00 122.50 1.50 0.23
E5492950 122.50 124.00 1.50 0.03
E5492951 124.00 124.90 0.90 0.05
E5492952 124.90 125.90 1.00 0.01
E5492953 125.90 126.90 1.00 0.08
E5492954 126.90 127.90 1.00 0.03
E5492955 127.90 129.00 1.10 0.01
E5492956 129.00 130.50 1.50 0.04
E5492957 130.50 132.00 1.50 0.22
E5492958 132.00 133.50 1.50 0.04
E5492960 133.50 134.50 1.00 0.32
E5492961 134.50 135.30 0.80 0.69
E5492962 135.30 135.70 0.40 1.77

135.70 174.00 VGB, BIOTITIC GABBRO E5492963 135.70 136.80 1.10 0.10
E5492964 136.80 138.00 1.20 0.02
E5492965 138.00 139.50 1.50 0.01
E5492966 139.50 140.60 1.10 0.01
E5492967 140.60 141.20 0.60 0.01
E5492968 141.20 142.70 1.50 0.01

BIOTITIC MAFIC ROCK - 
Rock is dark green with black biotite grains throughout.  Fine grained matrix is
coarse grained biotite grains present.  Distinct upper contact marked at syenite
30-40 degrees TCA.  HE and SIL present within syenites mainly.  Minor presence
of fracture controlled HE alteration present throughout main rock.  Trace
amounts of PY.  Very minor CPY spotted.  Low concentration of CAR/CAL
veinlets/fracture fillings.  Rock is soft with semi-pervasive moderate to strong
magnetism.

174.00 184.50 IMO, MAFIC INTUSIVE
MAFIC INTRUSION -
Rock is dark grey with partially feldspar matrix and amphibole phenocrysts.
Distinct upper contact 45 degrees TCA.  HE alteration decreases away from
upper contact.  CAL present throughout all of rock.  Trace amounts of PY.  Low
concentration of CAL fracture fillings.  Rock is soft to moderate with weak
pervasive magnetism.
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Hole Number: HP13-014                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

184.50 237.00 ISO, SYENITIC INTRUSIVE E5492970 234.00 235.00 1.00 0.14
E5492971 235.00 236.00 1.00 0.21
E5492972 236.00 237.00 1.00 0.12

HORNBLENDE SYENITE -
Rock is dominantly pale burgundy.  Feldspar rich matrix with hornblende
phenocrysts up to 2mm in diameter.  Distinct upper contact 25 degrees TCA.  HE
alteration is semi pervasive with EP also present in minor intervals accompanied
by SER.  Trace amounts of PY.  QZ/CAR veinlets and fracture fillings present
throughout in low to moderate concentrations.  Rock is hard with patchy weak
magnetism.
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Hole Number: HP13-014                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

237.00 369.40 ISO, SYENITIC INTRUSIVE E5492973 237.00 237.40 0.40 0.85
E5492974 237.40 238.60 1.20 0.11
E5492975 238.60 240.00 1.40 0.16
E5492976 240.00 241.00 1.00 0.09
E5492977 241.00 242.00 1.00 0.16
E5492978 242.00 243.00 1.00 0.08
E5492979 243.00 244.00 1.00 0.16
E5492981 244.00 245.10 1.10 0.21
E5492982 245.10 246.30 1.20 0.19
E5492983 246.30 246.70 0.40 0.02
E5492984 246.70 247.30 0.60 0.04
E5492985 247.30 248.00 0.70 0.03
E5492986 248.00 249.00 1.00 0.03
E5492987 295.60 296.60 1.00 0.23
E5492988 296.60 297.50 0.90 0.10
E5492989 297.50 298.60 1.10 0.16
E5492991 298.60 299.80 1.20 0.07
E5492992 299.80 300.50 0.70 0.02
E5492993 330.00 331.30 1.30 0.12
E5492994 331.30 332.60 1.30 0.19
E5492995 332.60 333.60 1.00 0.28
E5492996 333.60 334.90 1.30 0.12
E5492997 334.90 335.70 0.80 0.12
E5492998 335.70 336.70 1.00 0.68
E5492999 336.70 337.00 0.30 0.27
E5493001 337.00 338.00 1.00 0.54
E5493002 338.00 339.00 1.00 0.50
E5493003 339.00 340.00 1.00 0.56
E5493004 340.00 341.00 1.00 0.41
E5493005 341.00 342.00 1.00 0.34
E5493006 342.00 343.10 1.10 0.41
E5493007 343.10 343.90 0.80 0.24
E5493009 343.90 345.00 1.10 0.26
E5493010 345.00 346.50 1.50 0.64
E5493011 346.50 348.00 1.50 0.78
E5493012 348.00 349.50 1.50 0.33
E5493013 349.50 351.00 1.50 0.41
E5493014 351.00 352.50 1.50 0.13
E5493015 352.50 354.00 1.50 0.19
E5493016 354.00 355.50 1.50 0.28
E5493017 355.50 357.00 1.50 0.06
E5493018 357.00 358.50 1.50 0.48
E5493019 358.50 359.40 0.90 0.55

ALBITIC AND SILICIFIED FELDSPAR PORPHRYITIC SYENITE -
Rock is dark purple with green patches.  Glassy matrix with phenocrysts up to
2cm in diameter.  Distinct upper contact 25 degrees TCA marked by one of many
minor consolidated faults.  Strong pervasive SIL present with an underlying
albitic alteration.  EP alteration is weak to moderate and fracture controlled.  PY
present throughout in low concentration as f.g. clustered or disseminated and
increases with depth.  Low concentration of CAR/QZ fracture fillings.  Rock is
hard with no magnetism.
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Hole Number: HP13-014                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5493021 359.40 360.10 0.70 0.19
E5493022 360.10 360.80 0.70 0.36
E5493023 360.80 362.20 1.40 3.46
E5493024 362.20 363.50 1.30 0.21
E5493025 363.50 364.40 0.90 0.21
E5493026 364.40 365.50 1.10 0.40
E5493027 365.50 366.60 1.10 1.38
E5493028 366.60 367.70 1.10 1.23
E5493029 367.70 368.30 0.60 0.46
E5493031 368.30 369.40 1.10 0.40

369.40 379.20 ACG, GREEN CARBONATE ALTERED ROCK E5493032 369.40 370.70 1.30 0.07
E5493033 370.70 372.00 1.30 0.02
E5493034 372.00 373.00 1.00 0.01
E5493035 373.00 374.00 1.00 0.01
E5493036 374.00 375.00 1.00 0.03
E5493037 375.00 376.00 1.00 0.03
E5493038 376.00 377.20 1.20 0.07
E5493039 377.20 378.40 1.20 0.03
E5493041 378.40 379.20 0.80 0.09

FUCHSITE ALTERED GREEN CARBONATE ULTRAMAFIC ROCK -
Rock is pale green to emerald green.  Fine grained.  Distinct upper contact 70
degrees TCA.  SER alteration is patchy throughout with FUS decreasing from the
upper contact.  Low concentrations of v.f.g. disseminated PY up to 2% at the
end of interval.  CAR fracture fillings and veinlets present at all angles and in
high concentrations within unit.  Rock is soft with no magnetism.
Entire unit is of interest.
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Hole Number: HP13-014                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

379.20 480.00 VUO, ULTRAMAFIC VOLCANIC E5493042 379.20 380.00 0.80 0.25
E5493043 380.00 381.00 1.00 1.61
E5493044 381.00 382.20 1.20 0.51
E5493045 382.20 383.40 1.20 0.81
E5493046 383.40 384.50 1.10 0.38
E5493047 384.50 385.80 1.30 0.79
E5493048 385.80 387.00 1.20 0.23
E5493049 387.00 388.20 1.20 0.06
E5493051 388.20 389.40 1.20 0.83
E5493052 389.40 390.30 0.90 1.77
E5493053 390.30 391.50 1.20 2.16
E5493054 391.50 392.60 1.10 2.57
E5493055 392.60 393.00 0.40 3.18
E5493056 393.00 394.50 1.50 1.87
E5493057 394.50 396.00 1.50 1.65
E5493058 396.00 397.50 1.50 6.64
E5491814 397.50 398.20 0.70 0.05
E5491815 398.20 399.00 0.80 0.04
E5491816 399.00 399.80 0.80 0.05
E5491817 399.80 400.60 0.80 2.47
E5491818 400.60 401.50 0.90 29.20
E5491819 401.50 402.30 0.80 3.02
E5491820 402.30 403.50 1.20 0.59
E5491821 403.50 405.00 1.50 0.12
E5491822 405.00 406.50 1.50 0.14
E5491823 406.50 407.10 0.60 5.70
E5491825 407.10 407.60 0.50 18.30
E5491826 407.60 409.00 1.40 5.30
E5491827 409.00 410.30 1.30 3.15
E5491828 410.30 411.00 0.70 7.63
E5491829 411.00 412.50 1.50 2.43
E5491830 412.50 414.00 1.50 2.21
E5491831 414.00 415.30 1.30 0.57
E5491833 415.30 416.60 1.30 1.86
E5491834 416.60 417.60 1.00 1.04

ULTRAMAFIC ROCK -
Rock is dark grey to black with slight green tint.  Aphanitic to fine grained with
carbonate and talc giving blebby appearance.  Upper contact marked where
significant decrease in SER alteration is present. CHL and TAL dominant
alterations throughout the unit.   Tr-1% v.f.g. disseminated PY present
decreasing with depth from top of unit.  Minor increase within intermediate
intrusive.  Mafic and intermediate intrusive intervals present up to 2m in core
length.  Rubbly faults also present towards the end of the unit.  CAR fracture
fillings present in moderate concentrations.   Rock is very soft with pervasive
weak to moderate magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492840 6.30 7.60 0.0120
E5492841 7.60 8.80 0.0020
E5492842 8.80 9.70 0.0320
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492843 9.70 11.00 0.0750
E5492844 11.00 12.20 0.0080
E5492845 12.20 13.50 0.0170
E5492846 13.50 14.80 0.0020
E5492847 14.80 15.10 0.0090
E5492848 15.10 16.50 0.3490
E5492850 16.50 16.90 2.6200
E5492851 16.90 18.00 0.3260
E5492852 18.00 18.60 0.0990
E5492853 18.60 19.80 0.6590
E5492854 19.80 20.70 0.3840
E5492855 20.70 21.50 0.3910
E5492856 21.50 22.30 0.2190
E5492857 22.30 23.30 0.9260
E5492858 23.30 24.00 0.3870
E5492860 24.00 25.50 0.0990
E5492861 25.50 27.00 0.1160
E5492862 27.00 28.50 0.0680
E5492863 28.50 30.00 0.1320
E5492864 30.00 31.50 0.0360
E5492865 31.50 33.00 0.0120
E5492866 33.00 34.50 0.1640
E5492867 34.50 36.00 0.0390
E5492868 36.00 37.00 0.3250
E5492870 37.00 38.00 0.0180
E5492871 38.00 39.00 0.1270
E5492872 39.00 40.40 0.0100
E5492873 40.40 41.60 0.0190
E5492874 41.60 42.80 0.0140
E5492875 42.80 44.00 0.0100
E5492876 44.00 45.00 0.0220
E5492877 45.00 46.50 0.1015
E5492878 46.50 48.00 0.0510
E5492879 48.00 49.50 0.0040
E5492880 49.50 51.00 0.0280
E5492882 51.00 51.90 0.8240
E5492883 51.90 53.30 0.0200
E5492884 53.30 54.50 0.0200
E5492885 54.50 55.80 0.0310
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492886 55.80 57.00 0.0190
E5492887 57.00 58.20 0.0090
E5492888 58.20 59.00 0.2870
E5492889 59.00 59.60 0.4240
E5492891 59.60 60.80 0.8880
E5492892 60.80 61.70 0.9870
E5492893 61.70 62.50 0.2720
E5492894 62.50 63.30 0.9960
E5492895 63.30 64.50 0.0310
E5492896 64.50 66.00 0.0160
E5492897 66.00 67.50 0.0030
E5492898 67.50 69.00 0.0080
E5492900 69.00 70.50 0.0030
E5492901 70.50 72.00 0.0050
E5492902 72.00 73.50 0.0010
E5492903 73.50 75.00 0.0030
E5492904 75.00 76.50 0.0050
E5492905 76.50 78.00 0.0050
E5492906 78.00 79.50 0.1115
E5492907 79.50 81.00 0.1500
E5492908 81.00 81.50 0.1740
E5492910 81.50 82.50 0.8900
E5492911 82.50 83.50 0.8260
E5492912 83.50 84.80 0.1300
E5492913 84.80 86.20 0.0050
E5492914 86.20 87.60 0.0660
E5492915 87.60 88.10 0.0890
E5492916 88.10 89.40 0.2060
E5492917 89.40 90.60 1.0700
E5492918 90.60 92.10 0.4890
E5492920 92.10 93.60 0.1088
E5492921 93.60 95.10 0.4000
E5492922 95.10 96.00 0.9710
E5492923 96.00 96.70 0.7040
E5492924 96.70 97.30 0.7460
E5492925 97.30 98.00 0.1940
E5492926 98.00 98.70 0.6210
E5492927 98.70 100.00 0.2700
E5492928 100.00 101.00 0.2620
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Hole Number: HP13-014                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492930 101.00 102.00 0.2535
E5492931 102.00 102.60 0.3850
E5492932 102.60 104.00 0.0180
E5492933 104.00 105.00 0.0100
E5492934 105.00 106.50 0.0020
E5492935 106.50 108.00 0.0120
E5492936 108.00 109.50 0.0310
E5492937 109.50 111.00 0.0480
E5492938 111.00 112.50 0.0160
E5492940 112.50 114.00 0.0500
E5492941 114.00 115.50 0.0510
E5492942 115.50 116.40 0.0055
E5492943 116.40 117.00 0.2950
E5492944 117.00 118.00 0.3080
E5492945 118.00 119.20 0.0170
E5492946 119.20 119.50 0.8030
E5492947 119.50 121.00 0.1790
E5492948 121.00 122.50 0.2300
E5492950 122.50 124.00 0.0330
E5492951 124.00 124.90 0.0450
E5492952 124.90 125.90 0.0130
E5492953 125.90 126.90 0.0840
E5492954 126.90 127.90 0.0310
E5492955 127.90 129.00 0.0130
E5492956 129.00 130.50 0.0430
E5492957 130.50 132.00 0.2230
E5492958 132.00 133.50 0.0370
E5492960 133.50 134.50 0.3200
E5492961 134.50 135.30 0.6880
E5492962 135.30 135.70 1.7700
E5492963 135.70 136.80 0.1040
E5492964 136.80 138.00 0.0180
E5492965 138.00 139.50 0.0130
E5492966 139.50 140.60 0.0070
E5492967 140.60 141.20 0.0120
E5492968 141.20 142.70 0.0070
E5492970 234.00 235.00 0.1410
E5492971 235.00 236.00 0.2110
E5492972 236.00 237.00 0.1200
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Hole Number: HP13-014                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492973 237.00 237.40 0.8500
E5492974 237.40 238.60 0.1140
E5492975 238.60 240.00 0.1610
E5492976 240.00 241.00 0.0930
E5492977 241.00 242.00 0.1620
E5492978 242.00 243.00 0.0820
E5492979 243.00 244.00 0.1590
E5492981 244.00 245.10 0.2090
E5492982 245.10 246.30 0.1870
E5492983 246.30 246.70 0.0180
E5492984 246.70 247.30 0.0410
E5492985 247.30 248.00 0.0300
E5492986 248.00 249.00 0.0270
E5492987 295.60 296.60 0.2330
E5492988 296.60 297.50 0.1020
E5492989 297.50 298.60 0.1560
E5492991 298.60 299.80 0.0710
E5492992 299.80 300.50 0.0220
E5492993 330.00 331.30 0.1220
E5492994 331.30 332.60 0.1850
E5492995 332.60 333.60 0.2770
E5492996 333.60 334.90 0.1240
E5492997 334.90 335.70 0.1230
E5492998 335.70 336.70 0.6800
E5492999 336.70 337.00 0.2740
E5493001 337.00 338.00 0.5350
E5493002 338.00 339.00 0.5000
E5493003 339.00 340.00 0.5590
E5493004 340.00 341.00 0.4120
E5493005 341.00 342.00 0.3430
E5493006 342.00 343.10 0.4130
E5493007 343.10 343.90 0.2430
E5493009 343.90 345.00 0.2610
E5493010 345.00 346.50 0.6360
E5493011 346.50 348.00 0.7830
E5493012 348.00 349.50 0.3290
E5493013 349.50 351.00 0.4130
E5493014 351.00 352.50 0.1300
E5493015 352.50 354.00 0.1930
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Hole Number: HP13-014                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5493016 354.00 355.50 0.2840
E5493017 355.50 357.00 0.0560
E5493018 357.00 358.50 0.4770
E5493019 358.50 359.40 0.5450
E5493021 359.40 360.10 0.1860
E5493022 360.10 360.80 0.3620
E5493023 360.80 362.20 3.4600
E5493024 362.20 363.50 0.2100
E5493025 363.50 364.40 0.2070
E5493026 364.40 365.50 0.4000
E5493027 365.50 366.60 1.3800
E5493028 366.60 367.70 1.2300
E5493029 367.70 368.30 0.4640
E5493031 368.30 369.40 0.4020
E5493032 369.40 370.70 0.0690
E5493033 370.70 372.00 0.0210
E5493034 372.00 373.00 0.0060
E5493035 373.00 374.00 0.0090
E5493036 374.00 375.00 0.0330
E5493037 375.00 376.00 0.0280
E5493038 376.00 377.20 0.0650
E5493039 377.20 378.40 0.0300
E5493041 378.40 379.20 0.0860
E5493042 379.20 380.00 0.2490
E5493043 380.00 381.00 1.6100
E5493044 381.00 382.20 0.5070
E5493045 382.20 383.40 0.8130
E5493046 383.40 384.50 0.3820
E5493047 384.50 385.80 0.7870
E5493048 385.80 387.00 0.2280
E5493049 387.00 388.20 0.0570
E5493051 388.20 389.40 0.8300
E5493052 389.40 390.30 1.7700
E5493053 390.30 391.50 2.1600
E5493054 391.50 392.60 2.5700
E5493055 392.60 393.00 3.1800
E5493056 393.00 394.50 1.8700
E5493057 394.50 396.00 1.6500
E5493058 396.00 397.50 6.6400
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Hole Number: HP13-014                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491814 397.50 398.20 0.0540
E5491815 398.20 399.00 0.0440
E5491816 399.00 399.80 0.0450
E5491817 399.80 400.60 2.4700
E5491818 400.60 401.50 29.2000
E5491819 401.50 402.30 3.0200
E5491820 402.30 403.50 0.5940
E5491821 403.50 405.00 0.1150
E5491822 405.00 406.50 0.1410
E5491823 406.50 407.10 5.7000
E5491825 407.10 407.60 18.3000
E5491826 407.60 409.00 5.3000
E5491827 409.00 410.30 3.1500
E5491828 410.30 411.00 7.6300
E5491829 411.00 412.50 2.4300
E5491830 412.50 414.00 2.2100
E5491831 414.00 415.30 0.5690
E5491833 415.30 416.60 1.8600
E5491834 416.60 417.60 1.0400
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GRAPHIC SUMMARY REPORT

0

3.00
HPO

3.00

84.50
VMM

84.50

88.30
VMT

88.30

149.40
VMM

149.40

178.30
ISO

178.30

186.90
ACG

186.90

234.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371490.000000 552454.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-015              DDH

Hislop Township

YES L26963

DECIMAL METRIC

212.00 -60.00

bhua

Garant

Core length error between 72-75m.  extra 50cm of core recovered.  Note left by driller stated 20'
something.  Possibility is that they switched to a 20' core recovery run which may have recovered
more than expected.  Blocks left in place and all measurements between that interval were evenly
distributed.

0 234.00

Completed: Apr 14, 2013Start Date: Apr 12, 2013

Entered On: Apr 14, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-015                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371490.00 North: Collar Az:

Location: Hislop Township East: 552454.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Apr 12, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Apr 14, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-60.00

212.00

234.00

0.00

234.00

Comments: Core length error between 72-75m.  extra 50cm of core recovered.  Note left by driller stated 20' something.  Possibility is that they switched to a 20' core recovery run which may have recovered more than expected.  Blocks left in place
and all measurements between that interval were evenly distributed.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from planned Az and Dip 27.00 mag field = 5175; Mag too low, suspect Az off212.00 217.20-60.00 -60.50EZ Shot OK EZ Shot DO

33.00 mag field = 5101; Mag too low, suspect Az off 84.00 mag field = 5520; Mag ok but suspect Az off216.40 238.00-60.80 -60.80EZ Shot DO EZ Shot DO

135.00 mag field = 5566; Mag ok but suspect Az off 186.00 mag field = 5542209.70 227.60-60.50 -60.40EZ Shot DO EZ Shot OK

231.00 mag field = 5580227.40 -60.40 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 3.00 HPO, OVERBURDEN
OVERBURDEN -
3m of casing used.
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Hole Number: HP13-015                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

3.00 84.50 VMM, MAFIC VOLCANIC MASSIVE E5491856 3.30 4.00 0.70 0.01
E5491857 4.00 5.00 1.00 0.02
E5491858 5.00 6.00 1.00 0.02
E5491859 6.00 7.50 1.50 0.01
E5491861 7.50 9.00 1.50 0.09
E5491862 9.00 10.50 1.50 0.03
E5491863 10.50 12.00 1.50 0.14
E5491864 12.00 13.30 1.30 0.02
E5491865 13.30 14.80 1.50 0.12
E5491866 14.80 15.50 0.70 0.04
E5491867 15.50 16.50 1.00 2.19
E5491868 16.50 17.10 0.60 0.39
E5491869 17.10 17.60 0.50 2.16
E5491871 17.60 19.10 1.50 0.07
E5491872 19.10 20.60 1.50 0.05
E5491873 20.60 22.10 1.50 0.01
E5491874 22.10 23.60 1.50 0.03
E5491875 23.60 25.10 1.50 0.03
E5491876 25.10 26.60 1.50 0.01
E5491877 26.60 26.90 0.30 2.47
E5491879 26.90 28.40 1.50 0.02
E5491880 28.40 29.90 1.50 0.02
E5491881 29.90 31.40 1.50 0.04
E5491882 31.40 32.90 1.50 0.01
E5491883 32.90 34.40 1.50 0.20
E5491884 34.40 35.90 1.50 0.04
E5491885 35.90 37.40 1.50 0.02
E5491886 37.40 38.90 1.50 0.00
E5491887 38.90 40.40 1.50 0.01
E5491888 40.40 41.90 1.50 0.04
E5491889 41.90 43.40 1.50 0.30
E5491891 43.40 44.90 1.50 0.04
E5491892 44.90 45.80 0.90 1.24
E5491893 45.80 47.30 1.50 0.02
E5491894 47.30 48.80 1.50 0.07
E5491895 48.80 50.00 1.20 0.01
E5491896 50.00 51.00 1.00 0.14
E5491897 51.00 52.00 1.00 0.11
E5491898 52.00 53.30 1.30 2.09
E5491900 53.30 54.10 0.80 0.06
E5491901 54.10 55.20 1.10 0.19
E5491902 55.20 56.50 1.30 0.05
E5491903 56.50 57.70 1.20 0.38

MAFIC ROCK WITH MINOR SYENITIC INTRUSIONS -
Rock is dark grey with bleached intervals.  Aphanitic to fine grained.  Patchy
BLE'ed areas are fracture controlled.  HE alteration is also fracture controlled and
within syenites.  SIL is present within syenites and around minor QZ veinlets.
Patchy interval containing higher concentrated fracture controlled PY
mineralization up to 5%.  Locally brecciated around QZ veins with 5% PY
mineralization.  Mainly CAR fracture fillings present throughout in low
concentration with areas of QZ veinlets concentrated together.  Possible c-veins
present near top of unit.  Rock is hard with patchy moderate to strong
magnetism where BLE does not exist.  Locally brecciated.
Intervals of interest:
15.5-17.6m: 3-4% v.f.g. disseminated and veinlet controlled PY.  Possible c-vein
as crustiform texture is present.
63.7-66.1m: 2-3% v.f.g. fracture controlled and disseminated PY up to 5%. QZ
vein/veinlets present.
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Hole Number: HP13-015                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5491904 57.70 58.30 0.60 0.54
E5491905 58.30 59.80 1.50 0.57
E5491906 59.80 61.30 1.50 0.62
E5491907 61.30 62.50 1.20 0.30
E5491908 62.50 63.70 1.20 0.24
E5491909 63.70 64.70 1.00 1.83
E5491911 64.70 66.10 1.40 1.57
E5491912 66.10 67.60 1.50 0.17
E5491913 67.60 69.00 1.40 0.21
E5491914 69.00 70.20 1.20 0.07
E5491915 70.20 71.50 1.30 0.14
E5491916 71.50 72.60 1.10 0.23

84.50 88.30 VMT, MAFIC VOLCANIC TUFFACEOUS
MAFIC TUFF -
Rock is dark grey with slight burgundy tint.  Fine grained to medium grained with
re-crystalized amphibole.  Syenitic lappilli spotted near top of unit approximately
1.5cm in diameter.  Distinct upper contact approximately 70 degrees TCA.  CAL
present throughout matrix with minor HE alteration.  Trace amounts of PY.  CAR
fracture fillings/veinlets present in moderate concentrations.  Rock is moderate
with patchy weak magnetism.
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Hole Number: HP13-015                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

88.30 149.40 VMM, MAFIC VOLCANIC MASSIVE E5491917 94.80 96.30 1.50 0.09
E5491918 96.30 97.60 1.30 0.44
E5491919 97.60 98.60 1.00 1.08
E5491921 98.60 99.70 1.10 0.11
E5491922 123.30 124.70 1.40 0.11
E5491923 124.70 125.60 0.90 0.04
E5491924 125.60 126.40 0.80 0.02
E5491925 126.40 127.80 1.40 0.25
E5491926 127.80 129.20 1.40 0.07
E5491927 129.20 130.10 0.90 0.01
E5491928 130.10 131.00 0.90 0.01
E5491929 131.00 132.00 1.00 0.35
E5491931 132.00 133.10 1.10 0.24
E5491932 133.10 134.00 0.90 1.02
E5491933 134.00 135.00 1.00 0.33
E5491934 135.00 136.10 1.10 0.24
E5491935 136.10 136.70 0.60 0.18
E5491936 136.70 137.50 0.80 1.17
E5491937 137.50 139.00 1.50 0.10
E5491938 139.00 140.00 1.00 0.11
E5491939 140.00 140.70 0.70 0.01
E5491940 140.70 141.40 0.70 0.26
E5491942 141.40 142.50 1.10 0.07
E5491943 142.50 144.00 1.50 0.01
E5491944 144.00 145.50 1.50 0.02
E5491945 145.50 147.00 1.50 0.02
E5491946 147.00 148.20 1.20 0.01
E5491947 148.20 149.40 1.20 0.05

MAFIC VOLCANIC ROCK WITH MINOR SYENITE INTRUSIONS -
Rock is black to dark grey with feldspar syenites intruding unit.  Aphanitic matrix.
Distinct upper contact 45 degrees TCA.  HE alteration is very weak within
volcanic rock, but can be moderate within syenites.  v.f.g. fracture controlled PY
mineralization is present, and rarely associated with syenite intrusions.  CAR
stringers are the dominant veining type with PY mineralization associated around
it.  QZ veinlets are present near end of interval.  Syenite intrusions may be up to
3m in core length.  Rock is hard and strongly magnetic.  Minor faulting is
present, but may also be due to drilling.
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Hole Number: HP13-015                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

149.40 178.30 ISO, SYENITIC INTRUSIVE E5491948 149.40 150.40 1.00 0.40
E5491949 150.40 151.70 1.30 0.14
E5491951 151.70 153.00 1.30 0.27
E5491952 153.00 154.10 1.10 0.31
E5491953 154.10 155.20 1.10 0.10
E5491954 155.20 156.00 0.80 0.01
E5491955 156.00 157.50 1.50 0.08
E5491956 157.50 159.00 1.50 0.06
E5491957 159.00 160.50 1.50 0.03
E5491958 160.50 162.00 1.50 0.01
E5491960 162.00 163.50 1.50 0.03
E5491961 163.50 165.00 1.50 0.05
E5491962 165.00 166.50 1.50 0.05
E5491963 166.50 168.00 1.50 0.06
E5491964 168.00 169.50 1.50 0.11
E5491965 169.50 171.00 1.50 0.07
E5491835 171.00 172.00 1.00 0.07
E5491836 172.00 173.00 1.00 0.05
E5491837 173.00 174.00 1.00 0.07
E5491838 174.00 175.30 1.30 0.27
E5491840 175.30 176.40 1.10 0.33
E5491841 176.40 177.40 1.00 0.66
E5491842 177.40 178.30 0.90 0.53

ALBITIC AND SILICIFIED SYENITE -
Rock is purple to green.  Vitreous appearance with feldspar phenocrysts up to
0.5cm in diameter.  Distinct upper contact 80 degrees TCA.  ALB and EP
alteration is patchy throughout.  SIL is strong and pervasive.  v.f.g. disseminated
PY present in low concentrations where porphyritic texture is altered.  Low
concentration of QZ dominant veinlets.  Minor slickenside present with fracturing
subparallel TCA and slickenside direction 70 degrees TCA.  Rock is hard with no
magnetism.
Interval of interest
174-178.2m: 1-2% v.f.g. disseminated PY located at lower contact with VUO.

178.30 186.90 ACG, GREEN CARBONATE ALTERED ROCK E5491843 178.30 179.10 0.80 0.44
E5491844 179.10 180.20 1.10 0.71
E5491845 180.20 181.20 1.00 0.61
E5491846 181.20 181.80 0.60 0.26
E5491847 181.80 182.50 0.70 0.70
E5491849 182.50 183.50 1.00 1.96
E5491850 183.50 184.60 1.10 1.02
E5491851 184.60 185.70 1.10 5.83
E5491852 185.70 186.90 1.20 11.20

WEAKLY FUCHSITE ALTERED GREEN CARBONATE ULTRAMAFIC ROCK -
Rock is pale green with slight yellow tint.  Aphanitic to fine grained.  Distinct
upper contact 80 degrees TCA with brecciation near top of contact.  FUS
alteration present throughout most of unit with ALB/SER alteration present near
end of unit.  2-3% v.f.g. disseminated PY overall but concentrations vary
between 1-5%.  PY is higher towards upper and lower contacts in the unit.
QZ/CAR veinlets are 30-50 degrees TCA in moderate concentration.  Rock is soft
to moderate with no magnetism.
Entire unit is of interest.
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Hole Number: HP13-015                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

186.90 234.00 VUO, ULTRAMAFIC VOLCANIC E5491853 186.90 187.80 0.90 1.02
E5491854 187.80 188.10 0.30 0.22
E5491855 188.10 189.00 0.90 0.04
E5491966 189.00 190.50 1.50 0.16
E5491967 190.50 192.00 1.50 0.03
E5491968 192.00 193.50 1.50 0.01
E5491969 193.50 195.00 1.50 0.01
E5491971 195.00 196.50 1.50 0.01
E5491972 196.50 198.00 1.50 0.01
E5491973 198.00 199.50 1.50 0.00
E5491974 199.50 201.00 1.50 0.06
E5491975 201.00 202.40 1.40 0.75
E5491976 202.40 203.00 0.60 1.04
E5491977 203.00 204.00 1.00 0.87
E5491978 204.00 205.50 1.50 0.04
E5491979 205.50 207.00 1.50 0.03
E5491980 207.00 208.10 1.10 0.00
E5491982 208.10 209.10 1.00 0.00
E5491983 209.10 210.20 1.10 0.02
E5491984 210.20 211.30 1.10 0.01
E5491985 211.30 212.20 0.90 0.00
E5491986 212.20 213.10 0.90 0.00

ULTRAMAFIC ROCK -
Rock is dark grey to black.  Aphanitic to fine grained.  Distinct upper contact
approximately 40 degrees TCA marked by sharp alteration change.  CHL/TAL
alteration present throughout all of rock with minor intervals containing SER
alteration.  PY is present and strongly associated where SER alteration occurs.
PY is v.f.g. and disseminated from upper contact decreasing with depth.  CAR
fracture fillings and veinlets present in moderate to high concentration.  Rock is
very soft with pervasive weak to moderate magnetism.
Intervals of interest:
186.9-188.1m: 1-5% v.f.g. disseminated PY.  PY increases where SER alteration
occurs.
202.4-203m: 4-6% v.f.g. disseminated PY.  SER alteration weak to moderate
and pervasive.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491856 3.30 4.00 0.0100
E5491857 4.00 5.00 0.0200
E5491858 5.00 6.00 0.0200
E5491859 6.00 7.50 0.0100
E5491861 7.50 9.00 0.0900
E5491862 9.00 10.50 0.0300
E5491863 10.50 12.00 0.1400
E5491864 12.00 13.30 0.0200
E5491865 13.30 14.80 0.1200
E5491866 14.80 15.50 0.0400
E5491867 15.50 16.50 2.1900
E5491868 16.50 17.10 0.3900
E5491869 17.10 17.60 2.1600
E5491871 17.60 19.10 0.0700
E5491872 19.10 20.60 0.0500
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Hole Number: HP13-015                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491873 20.60 22.10 0.0100
E5491874 22.10 23.60 0.0300
E5491875 23.60 25.10 0.0300
E5491876 25.10 26.60 0.0100
E5491877 26.60 26.90 2.4700
E5491879 26.90 28.40 0.0200
E5491880 28.40 29.90 0.0200
E5491881 29.90 31.40 0.0400
E5491882 31.40 32.90 0.0100
E5491883 32.90 34.40 0.2000
E5491884 34.40 35.90 0.0400
E5491885 35.90 37.40 0.0200
E5491886 37.40 38.90 0.0000
E5491887 38.90 40.40 0.0100
E5491888 40.40 41.90 0.0400
E5491889 41.90 43.40 0.3000
E5491891 43.40 44.90 0.0400
E5491892 44.90 45.80 1.2400
E5491893 45.80 47.30 0.0200
E5491894 47.30 48.80 0.0700
E5491895 48.80 50.00 0.0100
E5491896 50.00 51.00 0.1400
E5491897 51.00 52.00 0.1100
E5491898 52.00 53.30 2.0900
E5491900 53.30 54.10 0.0600
E5491901 54.10 55.20 0.1900
E5491902 55.20 56.50 0.0500
E5491903 56.50 57.70 0.3800
E5491904 57.70 58.30 0.5350
E5491905 58.30 59.80 0.5660
E5491906 59.80 61.30 0.6210
E5491907 61.30 62.50 0.2950
E5491908 62.50 63.70 0.2380
E5491909 63.70 64.70 1.8300
E5491911 64.70 66.10 1.5700
E5491912 66.10 67.60 0.1740
E5491913 67.60 69.00 0.2100
E5491914 69.00 70.20 0.0720
E5491915 70.20 71.50 0.1370
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Hole Number: HP13-015                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491916 71.50 72.60 0.2300
E5491917 94.80 96.30 0.0865
E5491918 96.30 97.60 0.4400
E5491919 97.60 98.60 1.0800
E5491921 98.60 99.70 0.1120
E5491922 123.30 124.70 0.1110
E5491923 124.70 125.60 0.0380
E5491924 125.60 126.40 0.0210
E5491925 126.40 127.80 0.2460
E5491926 127.80 129.20 0.0660
E5491927 129.20 130.10 0.0050
E5491928 130.10 131.00 0.0110
E5491929 131.00 132.00 0.3540
E5491931 132.00 133.10 0.2350
E5491932 133.10 134.00 1.0200
E5491933 134.00 135.00 0.3270
E5491934 135.00 136.10 0.2380
E5491935 136.10 136.70 0.1810
E5491936 136.70 137.50 1.1700
E5491937 137.50 139.00 0.0970
E5491938 139.00 140.00 0.1110
E5491939 140.00 140.70 0.0080
E5491940 140.70 141.40 0.2610
E5491942 141.40 142.50 0.0727
E5491943 142.50 144.00 0.0140
E5491944 144.00 145.50 0.0150
E5491945 145.50 147.00 0.0230
E5491946 147.00 148.20 0.0120
E5491947 148.20 149.40 0.0460
E5491948 149.40 150.40 0.4020
E5491949 150.40 151.70 0.1370
E5491951 151.70 153.00 0.2700
E5491952 153.00 154.10 0.3090
E5491953 154.10 155.20 0.0960
E5491954 155.20 156.00 0.0130
E5491955 156.00 157.50 0.0800
E5491956 157.50 159.00 0.0620
E5491957 159.00 160.50 0.0290
E5491958 160.50 162.00 0.0060
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Hole Number: HP13-015                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491960 162.00 163.50 0.0280
E5491961 163.50 165.00 0.0480
E5491962 165.00 166.50 0.0530
E5491963 166.50 168.00 0.0580
E5491964 168.00 169.50 0.1050
E5491965 169.50 171.00 0.0680
E5491835 171.00 172.00 0.0745
E5491836 172.00 173.00 0.0530
E5491837 173.00 174.00 0.0740
E5491838 174.00 175.30 0.2720
E5491840 175.30 176.40 0.3260
E5491841 176.40 177.40 0.6640
E5491842 177.40 178.30 0.5330
E5491843 178.30 179.10 0.4430
E5491844 179.10 180.20 0.7060
E5491845 180.20 181.20 0.6070
E5491846 181.20 181.80 0.2570
E5491847 181.80 182.50 0.6950
E5491849 182.50 183.50 1.9600
E5491850 183.50 184.60 1.0200
E5491851 184.60 185.70 5.8300
E5491852 185.70 186.90 11.2000
E5491853 186.90 187.80 1.0200
E5491854 187.80 188.10 0.2190
E5491855 188.10 189.00 0.0380
E5491966 189.00 190.50 0.1610
E5491967 190.50 192.00 0.0320
E5491968 192.00 193.50 0.0110
E5491969 193.50 195.00 0.0100
E5491971 195.00 196.50 0.0070
E5491972 196.50 198.00 0.0130
E5491973 198.00 199.50 0.0040
E5491974 199.50 201.00 0.0580
E5491975 201.00 202.40 0.7460
E5491976 202.40 203.00 1.0400
E5491977 203.00 204.00 0.8650
E5491978 204.00 205.50 0.0350
E5491979 205.50 207.00 0.0330
E5491980 207.00 208.10 0.0040
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Hole Number: HP13-015                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491982 208.10 209.10 0.0040
E5491983 209.10 210.20 0.0190
E5491984 210.20 211.30 0.0110
E5491985 211.30 212.20 0.0030
E5491986 212.20 213.10 0.0020
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P LOCAL: 5371242.000000 552555.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-016              DDH

Hislop Township

YES L26540

DECIMAL METRIC

32.00 -60.00

pperlock/bhua/sgignac

Garant

Drilling to be continued in the spring. Drilling ceased @ 105m due to excess water flow onto
roads.  Boxes 1-25 are in temp rack in exploration core yard.
Drilling Resumed May 13, 2013 @ 105m - BH
Block error - Missing block @ 387m.  All blocks moved back 3m adding 3m to all measurements
thereafter.

0 421.00

Completed: May 22, 2013Start Date: Apr 12, 2013

Entered On: Apr 14, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-016                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: LOCAL: Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371242.00 North: Collar Az:

Location: Hislop Township East: 552555.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Apr 12, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: May 22, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-60.00

32.00

421.00

0.00

421.00

Comments: Drilling to be continued in the spring. Drilling ceased @ 105m due to excess water flow onto roads.  Boxes 1-25 are in temp rack in exploration core yard.
Drilling Resumed May 13, 2013 @ 105m - BH
Block error - Missing block @ 387m.  All blocks moved back 3m adding 3m to all measurements thereafter.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar using planned Az and Dip 27.00 mag field=565132.00 35.70-60.00 -58.60EZ Shot OK EZ Shot OK

105.00 mag field=5549 150.00 mag field=547332.80 35.40-58.10 -57.80EZ Shot OK EZ Shot OK

200.00 mag field=5473 250.00 mag field=5913; Mag too high, suspect Az off35.20 30.90-57.50 -58.00EZ Shot OK EZ Shot DO

300.00 mag field=5609 350.00 mag field=5931; Mag too high, suspect Az off37.40 30.40-58.10 -58.00EZ Shot OK EZ Shot DO

402.00 mag field=5227; Mag too low, suspect Az off 421.00 mag field=5255; Mag too low, suspect Az off47.50 45.70-57.70 -57.50EZ Shot DO EZ Shot DO

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 6.00 HPO, OVERBURDEN
Casing up to 6m.  ~20cm of rubble recovered.

6.00 20.40 IPF, FELDSPAR PORPYRY
Rock is fine to medium grained and is light pink in color.  Patchy alterations
include a mixture of weak sericite and epidote as well as weak hematite.  Trace
pyrite.  2-3% QTZ/CAR and CAR veinlets and stringers.  The rock is hard and
non-magnetic.

20.40 83.50 VUO, ULTRAMAFIC VOLCANIC
Distinct UC 60-70 deg TCA.  The rock is dark grey to black with strong pervasive
chlorite and weak to strong talc.  Trace fg dissem and blebby pyrite.  Moderate
concentrations of CAR veinlets.  The rock is very soft and has magnetism that
ranges from moderate to strong.  Large and small intervals of faulting
throughout.

83.50 107.80 IPF, FELDSPAR PORPYRY
Rock is fine to medium grained and is light pink in color.  Patchy alterations
include moderate silicification and weak chlorite.  Trace-0.5% fg disseminated
pyrite throughout.  <1% QTZ/CAR veinlets, some vuggy.  Rock is hard and
non-magnetic.
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Hole Number: HP13-016                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

107.80 179.60 VUO, ULTRAMAFIC VOLCANIC E5513637 151.90 153.00 1.10 0.01
E5513638 153.00 153.60 0.60 0.16
E5513639 153.60 154.60 1.00 9.57
E5513641 154.60 155.60 1.00 0.04
E5513642 155.60 156.30 0.70 1.14
E5513643 156.30 156.70 0.40 1.50
E5513644 156.70 157.90 1.20 0.24
E5513645 157.90 159.00 1.10 0.83
E5513646 159.00 160.50 1.50 0.09
E5513647 160.50 162.00 1.50 0.03
E5513648 162.00 163.50 1.50 0.18
E5513649 163.50 165.00 1.50 0.01
E5513651 165.00 166.50 1.50 0.03
E5513652 166.50 168.00 1.50 0.02
E5513653 168.00 169.50 1.50 0.03
E5513654 169.50 170.30 0.80 0.11
E5513655 170.30 171.00 0.70 0.13
E5513656 171.00 171.80 0.80 0.44
E5513657 171.80 173.00 1.20 0.44
E5513658 173.00 174.00 1.00 0.29
E5513659 174.00 174.60 0.60 0.40
E5513661 174.60 175.50 0.90 0.08
E5513662 175.50 176.00 0.50 0.64
E5513663 176.00 176.40 0.40 0.12
E5513664 176.40 177.50 1.10 0.12
E5513665 177.50 178.60 1.10 0.14
E5513666 178.60 179.60 1.00 2.97

ULTRAMAFIC ROCK -
Rock is dark grey to black.  Aphanitic to very fine grained.  Strong pervasive CHL
alteration with TAL and possible CAR. SER alteration increases with depth
towards ISO contact and appears to be fracture controlled.  CAR and ALB
present in rock adjacent to ISO contact.  PY mineralization increases with depth
towards ISO contact.  Increased concentration related to SER alteration up to
3%.  PY is very fine grained to fine grained disseminated.  CAR fracture fillings,
veinlets and stringers present in low to moderate concentrations.  Rock is very
soft with patchy moderate magnetism.
Interval of interest:
170.4-179.5 - VUO - SER alteration is patchy with increase in PY concentration
up to 3%.  ALB/CAR alteration adjacent to ISO contact.  Minor CAR/QZ
stringers/fracture fillings present.
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Hole Number: HP13-016                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

179.60 203.20 ISO, SYENITIC INTRUSIVE E5513667 179.60 180.60 1.00 0.48
E5513668 180.60 181.60 1.00 0.31
E5513669 181.60 182.60 1.00 0.32
E5513671 182.60 183.60 1.00 0.33
E5513672 183.60 185.00 1.40 0.04
E5513673 185.00 186.20 1.20 0.05
E5513674 186.20 187.30 1.10 0.07
E5513675 187.30 188.30 1.00 0.09
E5513676 188.30 189.00 0.70 0.23
E5513677 189.00 190.50 1.50 0.21
E5513678 190.50 192.00 1.50 0.10
E5513679 192.00 193.50 1.50 0.20
E5513681 193.50 195.00 1.50 0.40
E5513682 195.00 196.50 1.50 0.08
E5513683 196.50 198.00 1.50 0.12
E5513684 198.00 199.50 1.50 0.11
E5513685 199.50 201.00 1.50 0.04
E5513686 201.00 201.70 0.70 0.13
E5513687 201.70 202.50 0.80 1.50
E5513689 202.50 203.20 0.70 7.56

FELDSPAR PORPHYRITIC SYENITE:
Burgandy in colour. Medium grained with course grained phenocrysts. Distinct
upper contact of approximately 70-80 degrees TCA at 179.6m. Strong pervasive
silicification throughout entire unit. Interval of albite alteration more dominate in
the middle of the unit. Patchy hematite alteration, crimson red and medium to
course grained. CAR/QTZ veinlets and stringers spaced throughout, at
approximate angle of 50-60 degrees TCA. 2% pyrite close to upper contact with
trace sulphides throughout the rest of the unit. Minor fault rubble at 186.6m and
slickensides at 192.0m. Minor unit of albite altered VUO spanning 201.7-203.2m.
Overall, rock is hard with no magnetism.
Unit of interest
Albite and chlorite altered VOU spanning 201.7-203.2m. Increase in sulphides
from surrounding syenite. Brecciated. CAR/QTZ stringers and veinlets at various
angles.

203.20 219.80 ISO, SYENITIC INTRUSIVE E5513690 203.20 204.20 1.00 0.20
E5513691 204.20 205.60 1.40 0.70
E5513692 205.60 206.50 0.90 0.02
E5513693 206.50 207.60 1.10 0.17
E5513694 207.60 209.10 1.50 0.22
E5513695 209.10 210.60 1.50 1.66
E5513696 210.60 211.90 1.30 0.22
E5513697 211.90 213.00 1.10 0.25
E5513698 213.00 214.50 1.50 0.30
E5513699 214.50 216.00 1.50 0.05
E5513701 216.00 217.50 1.50 0.20
E5513702 217.50 218.40 0.90 0.02
E5513703 218.40 219.30 0.90 0.98
E5513704 219.30 219.80 0.50 0.31

HORNBLENDE SYENITE -
Rock is red.  Coarse grained.  Distinct upper contact marked at minor VUO 50
degrees TCA.  HE alteration is moderate to strong decreasing in intensity with
depth.   Pervasive SIL present.  Trace amounts of PY present throughout
majority of rock.  Minor increase of PY due to BLE and ALB alteration near end of
unit.  Low concentration of CAR/QZ veinlets and stringers present with minor
CAR veinlet with xenoliths present in  middle of unit.  Minor consolidated infill
fault present near top of unit.  Rock is hard with no magnetism.
Interval of interest:
218.4-219.3 - ALB and BLE present throughout.  Increase in v.f.g. disseminated
PY up to 0.5%.
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Hole Number: HP13-016                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

219.80 237.20 ISO, SYENITIC INTRUSIVE E5513705 219.80 220.60 0.80 0.34
E5513706 220.60 222.10 1.50 0.31
E5513707 222.10 223.70 1.60 0.84
E5513708 223.70 224.80 1.10 0.21
E5513709 224.80 226.30 1.50 0.27
E5513711 226.30 227.80 1.50 0.95
E5513712 227.80 229.30 1.50 0.28
E5513713 229.30 230.70 1.40 0.31
E5513714 230.70 231.50 0.80 0.29
E5513715 231.50 232.00 0.50 0.13
E5513716 232.00 233.50 1.50 0.18
E5513717 233.50 234.50 1.00 0.12
E5513718 234.50 235.20 0.70 0.40
E5513719 235.20 236.20 1.00 0.68
E5513721 236.20 237.20 1.00 0.43

FELDSPAR PORPHYRITIC SYENITE:
Burgandy in colour. Medium grained with course grained phenocrysts. Distinct
upper contact at 219.8m. Strong pervasive silicification throughout entire unit.
Patchy hematite alteration, crimson red and medium to course grained with a
zone of very strong hematite alteration in the middle of the unit. CAR/QTZ
veinlets and stringers spaced throughout, at approximate angle of 50-60 degrees
TCA. Up to 1% pyrite throughout the unit with a region of 2% pyrite close to
lower contact. Overall, rock is hard with no magnetism.
Interval of Interest:
235.2-237.2m - Increase of pyrite up to 2% close to lower contact with mafic
unit.

237.20 331.20 VMM, MAFIC VOLCANIC MASSIVE E5513722 237.20 238.70 1.50 1.08
E5513723 238.70 240.00 1.30 0.25
E5513724 240.00 240.90 0.90 0.70
E5513725 240.90 242.20 1.30 0.87
E5513726 242.20 242.90 0.70 0.28
E5513727 242.90 244.10 1.20 0.24
E5513728 244.10 245.10 1.00 0.67
E5513729 313.30 314.10 0.80 0.22
E5513730 314.10 314.90 0.80 0.21
E5513731 314.90 315.50 0.60 0.23
E5513732 315.50 316.30 0.80 1.30
E5513734 316.30 317.00 0.70 0.98
E5513735 317.00 317.90 0.90 0.05
E5513736 317.90 318.90 1.00 0.26

MAFIC VOLCANIC WITH MINOR SYENITE INTRUSION:
Rock is dark grey in colour. Aphanitic to very fine grained. Distinct upper contact
approximately 25 degrees TCA.  HE and SIL mainly present within minor
syenites.  Syenites intrude unit sporadically at various angles and can be up to
2m in core length.  CHL alteration pervasive throughout mafic rock.  HE present
in mafic rock at depth within unit after minor interval with varioles.  Trace
amounts of PY.  Minor increase within variolitic interval.  CAR stringers and
veinlets present throughout with minor brecciated vein above variolitic interval.
Rock is hard with strong magnetism in majority of interval until HE alteration
occurs in mafic rock.
Intervals of interest:
315.5-317 - VMV - Minor mafic variolitic texture.  Pervasive weak HE alteration.
Minor bx'ed CAR veinlet above.  1-1.5% v.f.g. disseminated PY

331.20 340.90 IMO, MAFIC INTUSIVE
FELDSPAR PORPHYRITIC MAFIC INTRUSIVE ROCK -
Rock is black with white feldspar phenocrysts and red HE alteration.  Aphanitic
matrix with phenocrysts up to 1cm in diameter.  Indistinct upper contact, but
distinct lower contact 35 degrees TCA.  Patch SIL throughout with fracture filling
HE alteration.  Trace amounts of PY.  Low concentration of CAR fracture
fillings/veinlets.  Rock is hard with no magnetism.

340.90 345.10 VMM, MAFIC VOLCANIC MASSIVE
MAFIC VOLCANIC WITH MINOR SYENITE INTRUSION:
Rock is dark grey in colour. Aphanitic to very fine grained. Distinct upper contact
approximately 25 degrees TCA.  HE weakly present within mafic rock. Trace
amounts of PY.  CAR stringers present in low concentrations.  Rock is hard with
weak to no magnetism.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

345.10 375.10 VMP, VOLCANIC MASSIVE PILLOWED
MAFIC PILLOWED AND AMYGDALOIDAL FLOW -
Rock is dark green with black pillow selvages.  Aphanitic to fine grained.  Distinct
upper contact approximately 25 degrees TCA.  Pillow selvages up to 3cm in
width.  Amygdules CAR filled and up to 2mm in diameter with BLE halos.
Amygdules generally present around selvages.  CHL alteration present
throughout with minor HE mainly seen in intrusive syenites.  Trace amounts of
PY.  Low concentration of CAR stringers.  Rock is soft with pervasively strong
magnetism.

375.10 421.00 VMM, MAFIC VOLCANIC MASSIVE
MASSIVE MAFIC VOLCANIC ROCK -
Rock is dark grey in colour. Fine grained. Upper contact not apparent due to rock
breakage.  Marked where alteration and grain size changes.  HE weakly present
within mafic rock. Trace amounts of PY.  CAR stringers present in low
concentrations.  Rock is hard with weak to no magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513637 151.90 153.00 0.0130
E5513638 153.00 153.60 0.1610
E5513639 153.60 154.60 9.5700
E5513641 154.60 155.60 0.0370
E5513642 155.60 156.30 1.1400
E5513643 156.30 156.70 1.5000
E5513644 156.70 157.90 0.2370
E5513645 157.90 159.00 0.8280
E5513646 159.00 160.50 0.0920
E5513647 160.50 162.00 0.0320
E5513648 162.00 163.50 0.1810
E5513649 163.50 165.00 0.0070
E5513651 165.00 166.50 0.0310
E5513652 166.50 168.00 0.0240
E5513653 168.00 169.50 0.0340
E5513654 169.50 170.30 0.1060
E5513655 170.30 171.00 0.1330
E5513656 171.00 171.80 0.4360
E5513657 171.80 173.00 0.4400
E5513658 173.00 174.00 0.2850
E5513659 174.00 174.60 0.4000
E5513661 174.60 175.50 0.0770
E5513662 175.50 176.00 0.6380
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513663 176.00 176.40 0.1150
E5513664 176.40 177.50 0.1240
E5513665 177.50 178.60 0.1420
E5513666 178.60 179.60 2.9700
E5513667 179.60 180.60 0.4770
E5513668 180.60 181.60 0.3110
E5513669 181.60 182.60 0.3200
E5513671 182.60 183.60 0.3260
E5513672 183.60 185.00 0.0390
E5513673 185.00 186.20 0.0520
E5513674 186.20 187.30 0.0665
E5513675 187.30 188.30 0.0900
E5513676 188.30 189.00 0.2260
E5513677 189.00 190.50 0.2140
E5513678 190.50 192.00 0.1020
E5513679 192.00 193.50 0.1950
E5513681 193.50 195.00 0.3950
E5513682 195.00 196.50 0.0830
E5513683 196.50 198.00 0.1230
E5513684 198.00 199.50 0.1130
E5513685 199.50 201.00 0.0430
E5513686 201.00 201.70 0.1260
E5513687 201.70 202.50 1.5000
E5513689 202.50 203.20 7.5600
E5513690 203.20 204.20 0.1990
E5513691 204.20 205.60 0.7020
E5513692 205.60 206.50 0.0150
E5513693 206.50 207.60 0.1660
E5513694 207.60 209.10 0.2180
E5513695 209.10 210.60 1.6600
E5513696 210.60 211.90 0.2240
E5513697 211.90 213.00 0.2500
E5513698 213.00 214.50 0.2980
E5513699 214.50 216.00 0.0520
E5513701 216.00 217.50 0.1950
E5513702 217.50 218.40 0.0190
E5513703 218.40 219.30 0.9790
E5513704 219.30 219.80 0.3080
E5513705 219.80 220.60 0.3410
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513706 220.60 222.10 0.3090
E5513707 222.10 223.70 0.8400
E5513708 223.70 224.80 0.2060
E5513709 224.80 226.30 0.2670
E5513711 226.30 227.80 0.9520
E5513712 227.80 229.30 0.2780
E5513713 229.30 230.70 0.3140
E5513714 230.70 231.50 0.2880
E5513715 231.50 232.00 0.1260
E5513716 232.00 233.50 0.1770
E5513717 233.50 234.50 0.1190
E5513718 234.50 235.20 0.4000
E5513719 235.20 236.20 0.6770
E5513721 236.20 237.20 0.4300
E5513722 237.20 238.70 1.0800
E5513723 238.70 240.00 0.2480
E5513724 240.00 240.90 0.7030
E5513725 240.90 242.20 0.8700
E5513726 242.20 242.90 0.2820
E5513727 242.90 244.10 0.2370
E5513728 244.10 245.10 0.6730
E5513729 313.30 314.10 0.2150
E5513730 314.10 314.90 0.2050
E5513731 314.90 315.50 0.2270
E5513732 315.50 316.30 1.3000
E5513734 316.30 317.00 0.9810
E5513735 317.00 317.90 0.0450
E5513736 317.90 318.90 0.2585
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P LOCAL: 5371490.000000 552454.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-017              DDH

Hislop Township

YES L26540

DECIMAL METRIC

32.00 -70.00

pperlock

Garant

Between blocks 138 and 141 there is only 2.2m.  Block error - missed a block.  All blocks have
been advanced 3m to account for this.

0 546.00

Completed: Apr 24, 2013Start Date: Apr 14, 2013

Entered On: Apr 15, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-017                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: LOCAL: Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371490.00 North: Collar Az:

Location: Hislop Township East: 552454.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Apr 14, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Apr 24, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-70.00

32.00

546.00

0.00

546.00

Comments: Between blocks 138 and 141 there is only 2.2m.  Block error - missed a block.  All blocks have been advanced 3m to account for this.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar using planned Az and Dip 30.00 mag field=565632.00 29.20-70.00 -68.70EZ Shot OK EZ Shot OK

78.00 mag field=5530 129.00 mag field=560234.80 29.20-68.60 -67.50EZ Shot OK EZ Shot OK

180.00 mag field=5600 252.00 mag field=568131.60 38.40-68.30 -69.40EZ Shot OK EZ Shot OK

306.00 mag field=5547 351.00 mag field=554640.50 41.60-67.80 -67.70EZ Shot OK EZ Shot OK

456.00 mag field=5443; Mag ~low but Az seems ok 501.00 mag field=561851.70 57.20-67.10 -66.90EZ Shot OK EZ Shot OK

546.00 mag field=579054.50 -66.70 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 9.00 HPO, OVERBURDEN
Casing up to ~9m.  ~1m of core recovered - rubble and solid core.

9.00 13.40 VUO, ULTRAMAFIC VOLCANIC
The rock is bright green with moderate pervasive fuchsite throughout and weak
patchy sericite.  Trace fg pyrite.  High percentage of QTZ/CAR veins and veinlets.
The rock is hard and non-magnetic.

13.40 63.10 ISO, SYENITIC INTRUSIVE
Distinct UC 40-50 deg TCA.  The rock is fine grained and either beigy-yellow or
deep pink in color.  Large intervals of weak to moderate pervasive sericite and
weak patchy epidote.  Some areas logged as sericite could be a mixture of
sericite and epidote.  Trace pyrite.  Low concentration of QTZ/CAR and CAR
veinlets and stringers.  Veining concentration decreases with depth.  The rock is
hard and non-magnetic.  A few areas that could possibly be fault zones.  They
are made up mostly by rubble and small shards with fracturing 60-70 deg TCA.

63.10 125.20 VUO, ULTRAMAFIC VOLCANIC
Distinct UC 80-90 deg TCA.  The rock is dark grey to black with strong pervasive
chlorite throughout.  Other patchy alterations include weak talc and weak
sericite.  Trace pyrite.  Moderate to high concentrations of CAR veins and
veinlets.  Evidence of minor faulting.  The rock is soft and strongly magnetic up
to 101.7m - non-magnetic after.
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Hole Number: HP13-017                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

125.20 191.60 IPF, FELDSPAR PORPYRY
Distinct UC 10-20 deg TCA with strong brecciation.  The rock is fine to medium
grained and is deep purple and light pink in color.  Silicification is weak to
moderate and patchy.  Pyrite is vf-fg disseminated and fracture filling with
concentrations ranging from trace to 1%.  Higher percentages of pyrite are
associated with patches of bleaching.  Veining consists of 1-2% QTZ/CAR
veinlets.  Weak to moderate brecciation throughout.  The rock is hard and
non-magnetic.

191.60 216.00 VUO, ULTRAMAFIC VOLCANIC
Distinct UC 70-80 deg TCA.  The rock is dark grey to black with strong pervasive
chlorite throughout.  Other patchy alterations include weak to strong talc and
moderate hematite.  Trace amounts of fg blebby and disseminated pyrite
throughout most of the interval with a few local concentrations of 1-2% over
1-2m.  Vening consists of a high concentration of CAR veinlets.  The rock is soft
and has magnetism that ranges from weak to strong with depth.

216.00 256.20 IPF, FELDSPAR PORPYRY E5489670 253.70 255.00 1.30 0.38
E5489671 255.00 256.20 1.20 0.62Distinct UC 50-60 deg TCA.  The rock is fine grained and deep pink in color.

Moderate pervasive hematite throughout with weak patches of silicification.
Trace vfg dissem pyrite.  No significant veining.  The rock is hard and
non-magnetic.



Page 3 of 18Dec 12, 2013 DETAILED LOG

Hole Number: HP13-017                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

256.20 285.60 VUO, ULTRAMAFIC VOLCANIC E5489672 256.20 256.60 0.40 0.23
E5489673 256.60 257.10 0.50 0.02
E5489674 257.10 257.70 0.60 0.01
E5489675 257.70 258.00 0.30 0.01
E5489676 258.00 258.60 0.60 0.07
E5489677 258.60 259.20 0.60 0.01
E5489678 259.20 259.60 0.40 1.79
E5489680 259.60 261.00 1.40 0.02
E5489681 261.00 262.00 1.00 0.53
E5489682 262.00 262.50 0.50 0.06
E5489683 262.50 262.80 0.30 0.01
E5489684 262.80 264.00 1.20 0.04
E5489685 264.00 265.50 1.50 0.01
E5489686 265.50 267.00 1.50 0.03
E5489687 267.00 268.30 1.30 0.03
E5489688 268.30 269.00 0.70 0.22
E5489690 269.00 270.00 1.00 0.01
E5489691 270.00 271.00 1.00 0.01
E5489692 271.00 272.00 1.00 0.00
E5489693 272.00 272.90 0.90 0.01
E5489694 272.90 273.20 0.30 0.03
E5489695 273.20 274.50 1.30 0.01
E5489696 274.50 276.00 1.50 0.01
E5489697 276.00 276.80 0.80 0.02
E5489698 276.80 277.50 0.70 0.09
E5489700 277.50 279.00 1.50 0.02
E5489701 279.00 280.50 1.50 0.01
E5489702 280.50 282.00 1.50 0.02
E5489703 282.00 283.50 1.50 0.01
E5489704 283.50 283.80 0.30 0.03
E5489705 283.80 285.00 1.20 0.05
E5489706 285.00 285.60 0.60 0.40

The rock is dark grey to black with strong pervasive chlorite throughout.  Other
patchy alterations include weak talc and weak sericite.  Generally, there are trace
amounts of fg disseminated pyrite with a few higher local concentrations over
30-70cm.  Veining is predominantly low percentages of CAR veinlets and
stringers and a few massive CAR, QTZ/CAR veins.  Evidence of faulting can be
seen starting at ~278m.  The rock is soft and non-magnetic.
Intervals of Interest:
257.1-258.6m: VMM. Distinct UC 50-60 deg TCA.  Strong pervasive silicification,
2-3% vf+fg PY, 10-12% QTZ/CAR, CAR veinlets.
259.2-262.5m: VMM. Distinct UC 20-40 deg TCA. Strong pervasive silicification,
0.5-1% fg fracture filling PY, 1-2% CAR veinlets.
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Hole Number: HP13-017                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

285.60 297.60 ISO, SYENITIC INTRUSIVE E5489707 285.60 286.30 0.70 1.28
E5489708 286.30 287.20 0.90 2.00
E5489710 287.20 288.00 0.80 2.02
E5489711 288.00 288.70 0.70 0.45
E5489712 288.70 289.50 0.80 1.26
E5489713 289.50 290.50 1.00 0.95
E5489714 290.50 291.20 0.70 2.84
E5489715 291.20 291.60 0.40 3.08
E5489716 291.60 292.20 0.60 0.13
E5489717 292.20 293.50 1.30 6.91
E5489718 293.50 294.90 1.40 1.37
E5489720 294.90 295.20 0.30 1.73
E5489721 295.20 296.40 1.20 0.02
E5489722 296.40 297.60 1.20 0.03

BRECCIATED SYENITE:
Feldspar clasts become larger and more abundant with depth.  Dark to medium
grey.  Albite alteration is patchy and ranges from weak to moderate.  Other
patchy alterations include weak hematite, weak sericite and weak bleaching.
Weak silicification occurs before the lower contact.  Pyrite concentrations are
moderate to high with the majority being 2-3% with smaller regions of 4-7%.
Most of the pyrite is vfg disseminated.  Veining is dominated by light grey
brecciated CAR veins (possibly ankerite?).  The rock is hard and non-magnetic.
Entire interval is of interest.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

297.60 333.90 ISO, SYENITIC INTRUSIVE E5489723 297.60 298.10 0.50 2.15
E5489724 298.10 299.20 1.10 18.60
E5489725 299.20 300.30 1.10 12.60
E5489726 300.30 301.80 1.50 0.65
E5489727 301.80 302.30 0.50 0.90
E5489728 302.30 303.20 0.90 1.22
E5489730 303.20 304.50 1.30 0.26
E5489731 304.50 305.60 1.10 0.28
E5489732 305.60 306.70 1.10 0.15
E5489733 306.70 307.70 1.00 0.35
E5489734 307.70 308.30 0.60 0.28
E5489735 308.30 309.40 1.10 0.30
E5489736 309.40 310.40 1.00 1.35
E5489737 310.40 311.40 1.00 0.18
E5489738 311.40 312.40 1.00 0.40
E5489740 312.40 313.70 1.30 0.11
E5489741 313.70 314.50 0.80 0.09
E5489742 314.50 315.00 0.50 0.25
E5489743 315.00 315.90 0.90 0.09
E5489744 315.90 317.40 1.50 0.10
E5489745 317.40 318.10 0.70 0.15
E5489746 318.10 318.60 0.50 0.10
E5489747 318.60 319.50 0.90 0.10
E5489748 319.50 320.50 1.00 0.13
E5489750 320.50 321.20 0.70 0.07
E5489751 321.20 321.80 0.60 0.08
E5489752 321.80 323.30 1.50 0.09
E5489753 323.30 324.00 0.70 0.19
E5489754 324.00 325.00 1.00 0.24
E5489755 325.00 325.70 0.70 0.61
E5489756 325.70 326.50 0.80 0.12
E5489757 326.50 327.40 0.90 0.14
E5489758 327.40 328.80 1.40 0.06
E5489760 328.80 330.20 1.40 0.20
E5489761 330.20 331.20 1.00 0.06
E5489762 331.20 332.50 1.30 0.08
E5489763 332.50 333.90 1.40 0.32

BRECCIATED SYENITE WITH BRECCIATED ALBITE VEINS:
The rock is medium to coarse grained and ranges in color with intervals of deep
pink, deep purple and light grey.  Silicification and albitization is patchy
throughout and ranges from weak to strong.  Albite occurs as light grey
brecciated veins (albite recorded in alteration table refers to these veins).  Other
patchy alterations include weak sericite, weak epidote (starts deeper in unit), and
weak hematite.  The first 3m of the unit are strongly altered and have high
concentrations of vfg disseminate pyrite.  The rest of the unit varies betwee
concentrations of 0.5-3% vfg and fg fracture filling pyrite.  Veining is dominated
by high percentages of the brecciated albite veins with minor amounts of high
angle QTZ/CAR veinlets and stringers.  The rock is very hard and non-magnetic.
Entire interval is of interest.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

333.90 414.70 ISO, SYENITIC INTRUSIVE E5489764 333.90 335.10 1.20 0.09
E5489765 335.10 335.80 0.70 0.10
E5489766 335.80 336.30 0.50 0.17
E5489767 336.30 337.30 1.00 0.08
E5489768 337.30 338.00 0.70 0.12
E5489770 338.00 339.00 1.00 0.05
E5489771 339.00 340.50 1.50 0.03
E5489772 340.50 342.00 1.50 0.05
E5489773 342.00 342.60 0.60 0.06
E5489774 342.60 344.00 1.40 0.07
E5489775 344.00 345.00 1.00 0.07
E5489776 345.00 345.70 0.70 0.07
E5489777 345.70 346.80 1.10 0.03
E5489778 346.80 348.00 1.20 0.22
E5489780 348.00 349.10 1.10 0.06
E5489781 349.10 350.30 1.20 0.07
E5489782 350.30 351.70 1.40 0.05
E5489783 351.70 352.60 0.90 0.07
E5489784 352.60 353.50 0.90 0.06
E5489785 353.50 354.40 0.90 0.09
E5489786 354.40 355.90 1.50 0.40
E5489787 355.90 357.00 1.10 0.04
E5489788 357.00 358.50 1.50 0.08
E5489790 358.50 359.10 0.60 0.07
E5489791 359.10 360.00 0.90 0.24
E5489792 360.00 360.90 0.90 0.13
E5489793 360.90 362.40 1.50 0.04
E5489794 362.40 363.90 1.50 0.11
E5489795 363.90 364.50 0.60 0.04
E5489796 364.50 366.00 1.50 0.08
E5489797 366.00 367.50 1.50 0.08
E5489798 367.50 368.60 1.10 0.05
E5489800 368.60 369.00 0.40 0.10
E5489801 369.00 370.50 1.50 0.12
E5489802 370.50 371.80 1.30 0.06
E5489803 371.80 373.30 1.50 0.08
E5489804 373.30 374.80 1.50 0.00
E5489805 374.80 376.30 1.50 0.09
E5489806 376.30 377.50 1.20 0.21
E5489807 377.50 378.50 1.00 0.00
E5489808 378.50 378.90 0.40 0.34
E5489810 378.90 380.00 1.10 0.08
E5489811 380.00 381.00 1.00 0.06

ALBITIC SYENITE:
The rock is medium to coarse grained is either light greyish pink or deep purple
in color.  Silicification and albitization are both found throughout the unit but are
patchy.  Silicification becomes less prominent with depth.  Other patchy
alterations include weak to moderate epidote and weak sericite.  Pyrite
concentrations range between 1 to 3% throughout and are primarily fg
disseminated.  Veining is minimal with 1% QTZ/CAR veinlets and stringers.
There are a few brecciated CAR veinlets reminsicent of the albite veinlets seen in
the above unit.  The rock is hard and non-magnetic.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5489812 381.00 382.40 1.40 0.06
E5489813 382.40 383.40 1.00 0.06
E5489814 383.40 384.40 1.00 0.02
E5489815 384.40 385.20 0.80 0.10
E5489816 385.20 386.00 0.80 0.03
E5489817 386.00 387.00 1.00 0.16
E5489818 387.00 388.00 1.00 0.04
E5489819 388.00 389.00 1.00 0.07
E5489821 389.00 390.10 1.10 0.06
E5489822 390.10 391.50 1.40 0.13
E5489823 391.50 393.00 1.50 0.02
E5489824 393.00 394.50 1.50 0.05
E5489825 394.50 396.00 1.50 0.05
E5489826 396.00 397.50 1.50 0.04
E5489827 397.50 399.00 1.50 0.07
E5489828 399.00 400.50 1.50 0.08
E5489830 400.50 402.00 1.50 0.09
E5489831 402.00 403.50 1.50 0.05
E5489832 403.50 405.00 1.50 0.05
E5489833 405.00 406.50 1.50 0.08
E5489834 406.50 408.00 1.50 0.10
E5489835 408.00 408.70 0.70 0.03
E5489836 408.70 409.10 0.40 0.07
E5489837 409.10 409.80 0.70 0.09
E5489838 409.80 411.30 1.50 0.10
E5489840 411.30 412.80 1.50 0.11
E5489841 412.80 414.00 1.20 0.11
E5489842 414.00 414.70 0.70 0.07
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

414.70 455.30 ISO, SYENITIC INTRUSIVE E5489843 414.70 416.20 1.50 0.33
E5489844 416.20 417.10 0.90 0.03
E5489845 417.10 417.90 0.80 0.02
E5489846 417.90 419.20 1.30 0.18
E5489847 419.20 420.00 0.80 0.13
E5489848 420.00 421.50 1.50 0.07
E5489850 421.50 423.00 1.50 0.07
E5489851 423.00 424.40 1.40 0.03
E5489852 424.40 425.70 1.30 0.05
E5489853 425.70 427.00 1.30 0.18
E5489854 427.00 428.00 1.00 0.02
E5489855 428.00 428.40 0.40 0.02
E5489856 428.40 429.00 0.60 0.04
E5489857 429.00 430.50 1.50 0.03
E5489858 430.50 432.00 1.50 0.02
E5489860 432.00 433.50 1.50 0.02
E5489861 433.50 435.00 1.50 0.01
E5489862 435.00 436.00 1.00 0.00
E5489863 436.00 437.20 1.20 0.02
E5489864 437.20 438.00 0.80 0.13
E5489865 438.00 439.00 1.00 0.03
E5489866 439.00 440.10 1.10 0.01
E5489867 440.10 441.60 1.50 0.03
E5489868 441.60 442.80 1.20 0.25
E5489869 442.80 443.80 1.00 0.05
E5489871 443.80 444.60 0.80 0.03
E5489872 444.60 446.10 1.50 0.01
E5489873 446.10 447.60 1.50 0.01
E5489874 447.60 448.30 0.70 0.02
E5489875 448.30 449.00 0.70 0.01
E5489876 449.00 450.50 1.50 0.01
E5489877 450.50 451.80 1.30 0.03
E5489878 451.80 453.00 1.20 0.02
E5489880 453.00 454.50 1.50 0.02
E5489881 454.50 455.30 0.80 0.02

EPIDOTE ALTERED SYENITE:
Upper contact defined by~1.5m of strong brecciation.  The rock is coarse
grained and light to deep green in color.  Epidote ranges from weak to strong
and is patchy to semi-pervasive throughout.  Other patchy alterations include
strong silicification, moderate albite, moderate hematite and weak sericite.  Pyrite
is fg fracture filling and ranges from Trace to 2% throughout the unit.  The rock
is hard and non-magnetic.

411.3-414.7m - CAR bx veinlets
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

455.30 471.90 VMM, MAFIC VOLCANIC MASSIVE E5489882 455.30 456.30 1.00 0.02
E5489883 456.30 457.40 1.10 0.03
E5489884 457.40 457.90 0.50 0.10
E5489885 457.90 458.90 1.00 0.03
E5489886 458.90 459.90 1.00 0.03
E5489887 459.90 460.70 0.80 0.17
E5489888 460.70 461.50 0.80 0.35
E5489889 461.50 462.40 0.90 1.37
E5489891 462.40 463.40 1.00 0.17
E5489892 463.40 464.40 1.00 0.03
E5489893 464.40 465.30 0.90 5.20
E5489894 465.30 466.40 1.10 0.05
E5489895 466.40 467.90 1.50 0.09
E5489896 467.90 468.80 0.90 0.01
E5489897 468.80 469.70 0.90 0.04
E5489898 469.70 470.80 1.10 0.06
E5489900 470.80 471.90 1.10 0.16

Distinct UC 50-60 deg TCA.  The rock is fine grained/aphanitic and ranges in
color from deep green to deep purple.  Patchy alterations include strong
silicification, weak to moderate epidote, weak to strong hematite, moderate
albite and weak sericite.    Pyrite type varies from vfg to fg and is disseminated
and fracture filling, concentrations range from 1-4% throughout with a few small
patches with trace.  Veining is mostly moderate to high concentrations of
QTZ/CAR veinlets with some areas of highly concentrated fracture fillings.  The
rock is hard and non-magnetic.  There are many small patches of ISO throughout
that are too small to break apart, some areas may be a mixture of ISO and VMM.
Interval of Interest:
458.9-462.4m: Strong pervasive silicification, moderate patchy albite, 1-3%
vfg+fg fracture filling, dissem PY, high concentrations of CAR fracture fillings, low
concentration of QTZ/CAR veinlets.

471.90 491.00 ISO, SYENITIC INTRUSIVE E5489901 471.90 472.90 1.00 0.05
E5489902 472.90 473.80 0.90 0.05
E5489903 473.80 475.00 1.20 0.03
E5489904 475.00 475.80 0.80 0.22
E5489905 475.80 477.10 1.30 0.17
E5489906 477.10 478.60 1.50 0.01
E5489907 478.60 480.00 1.40 0.03
E5489908 480.00 481.50 1.50 0.40
E5489910 481.50 483.00 1.50 0.58
E5489911 483.00 484.50 1.50 0.50
E5489912 484.50 486.00 1.50 0.58
E5489913 486.00 487.50 1.50 0.56
E5489914 487.50 489.00 1.50 0.82
E5489915 489.00 490.00 1.00 0.29
E5489916 490.00 491.00 1.00 0.43

Distinct UC 80-90 deg TCA.  The rock is fine to medium grained and is deep olive
green in color.  Epidote alteration ranges from weak to strong and is patchy to
semi-pervasive throughout.  Other patchy alterations include weak to moderate
hematite, moderate silicification and moderate albite.  Trace pyrite throughout.
Low concentrations of QTZ/CAR veinlets.  Small areas where it looks like a
mixture of VMM and ISO.  The rock is hard and non-magnetic.
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491.00 546.00 VMM, MAFIC VOLCANIC MASSIVE E5489917 491.00 492.00 1.00 0.12
E5489918 492.00 493.00 1.00 0.06
E5489920 493.00 494.10 1.10 0.44
E5489921 494.10 494.60 0.50 0.05
E5489922 494.60 495.40 0.80 0.12
E5489923 495.40 495.80 0.40 0.10
E5489924 495.80 497.30 1.50 0.12
E5489925 497.30 498.30 1.00 0.04
E5489926 498.30 499.20 0.90 0.03
E5489927 499.20 500.00 0.80 2.15
E5489928 500.00 501.00 1.00 0.28
E5489930 501.00 501.40 0.40 0.36
E5489931 501.40 502.40 1.00 0.28
E5489932 502.40 503.60 1.20 0.09
E5489933 503.60 504.70 1.10 0.17
E5489934 504.70 505.60 0.90 0.10
E5489935 505.60 506.50 0.90 0.02
E5489936 506.50 507.80 1.30 0.01
E5489937 507.80 508.80 1.00 0.01
E5489938 508.80 509.90 1.10 0.15
E5489940 509.90 511.00 1.10 0.05
E5489941 511.00 512.10 1.10 0.09
E5489942 512.10 513.30 1.20 0.08
E5489943 513.30 514.00 0.70 0.03
E5489944 514.00 514.90 0.90 1.45
E5489945 514.90 516.00 1.10 0.05
E5489946 516.00 517.50 1.50 0.15
E5489947 517.50 518.60 1.10 0.01
E5489948 518.60 519.60 1.00 0.03
E5489950 519.60 520.20 0.60 0.04
E5489951 520.20 520.60 0.40 0.07
E5489952 520.60 521.40 0.80 0.02
E5489953 521.40 522.20 0.80 0.01
E5489954 522.20 523.00 0.80 0.02
E5489955 523.00 523.70 0.70 0.02
E5489956 523.70 524.20 0.50 0.04
E5489957 524.20 524.60 0.40 0.24
E5489958 524.60 525.70 1.10 0.01
E5489960 525.70 526.50 0.80 0.38
E5489961 526.50 527.40 0.90 0.20
E5489962 527.40 528.90 1.50 0.04
E5489963 528.90 530.30 1.40 0.01
E5489964 530.30 531.00 0.70 0.11

The rock is fine-grained/aphanitic and ranges in color from medium grey to dark
grey with a green tint.  Patchy alterations include weak to strong hematite, weak
to moderate leucoxene, weak sericite, and weak bleaching.  The majority of the
interval has trace to 0.1% vfg and fg fracture controlled pyrite.  Local high
concentrations are present over 2-3m (see intervals below).  High concentrations
of QTZ/CAR veining is present throughout most of the interval as veinlets,
fracture fillings and brecciated veins.  Brecciation is moderate to strong and
pervasive throughout.  Syenite intrusions can be seen throughout, and range
from veinlets a few cm in size to 40cm. The rock is hard and non-magnetic.
EOH
Intervals of Interest:
499.2-502.4m: VMX. Semi-pervasive to pervasive moderate albite, PY ranges
6-10% vfg+fg dissem, fracture filling/controlled, 3-5% QTZ/CAR, CAR
veinlets+fracfills.
524.2-526.5m: VMM. Moderate to strong brecciation. Moderate patchy bleaching,
moderate disseminated leucoxene, PY ranges from 5-8% vfg+fg fracture
controlled, 1-2% QTZ/CAR veinlets.
535-539m: VMM.  Strong brecciation and high concentrations of brecciated
QTZ/CAR veins, veinlets and fracture fillings.  Trace-1% vfg+fg fracture
controlled PY.  Moderate patchy hem, weak patchy sericite.
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Hole Number: HP13-017                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5489965 531.00 532.50 1.50 0.08
E5489966 532.50 534.00 1.50 0.01
E5489967 534.00 535.00 1.00 0.01
E5489968 535.00 535.90 0.90 0.01
E5489970 535.90 536.70 0.80 0.02
E5489971 536.70 537.50 0.80 0.11
E5489972 537.50 539.00 1.50 0.12
E5489973 539.00 540.50 1.50 0.01
E5489974 540.50 541.60 1.10 0.08
E5489975 541.60 542.70 1.10 0.10
E5489976 542.70 544.00 1.30 0.18
E5489977 544.00 545.00 1.00 0.01
E5489978 545.00 546.00 1.00 0.03

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489670 253.70 255.00 0.3815
E5489671 255.00 256.20 0.6150
E5489672 256.20 256.60 0.2270
E5489673 256.60 257.10 0.0230
E5489674 257.10 257.70 0.0100
E5489675 257.70 258.00 0.0070
E5489676 258.00 258.60 0.0650
E5489677 258.60 259.20 0.0110
E5489678 259.20 259.60 1.7900
E5489680 259.60 261.00 0.0150
E5489681 261.00 262.00 0.5270
E5489682 262.00 262.50 0.0640
E5489683 262.50 262.80 0.0130
E5489684 262.80 264.00 0.0360
E5489685 264.00 265.50 0.0100
E5489686 265.50 267.00 0.0250
E5489687 267.00 268.30 0.0310
E5489688 268.30 269.00 0.2150
E5489690 269.00 270.00 0.0050
E5489691 270.00 271.00 0.0060
E5489692 271.00 272.00 0.0030
E5489693 272.00 272.90 0.0060
E5489694 272.90 273.20 0.0300
E5489695 273.20 274.50 0.0115
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Hole Number: HP13-017                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489696 274.50 276.00 0.0100
E5489697 276.00 276.80 0.0170
E5489698 276.80 277.50 0.0930
E5489700 277.50 279.00 0.0190
E5489701 279.00 280.50 0.0120
E5489702 280.50 282.00 0.0180
E5489703 282.00 283.50 0.0140
E5489704 283.50 283.80 0.0300
E5489705 283.80 285.00 0.0510
E5489706 285.00 285.60 0.3960
E5489707 285.60 286.30 1.2800
E5489708 286.30 287.20 2.0000
E5489710 287.20 288.00 2.0200
E5489711 288.00 288.70 0.4480
E5489712 288.70 289.50 1.2600
E5489713 289.50 290.50 0.9520
E5489714 290.50 291.20 2.8400
E5489715 291.20 291.60 3.0800
E5489716 291.60 292.20 0.1310
E5489717 292.20 293.50 6.9100
E5489718 293.50 294.90 1.3700
E5489720 294.90 295.20 1.7300
E5489721 295.20 296.40 0.0200
E5489722 296.40 297.60 0.0290
E5489723 297.60 298.10 2.1500
E5489724 298.10 299.20 18.6000
E5489725 299.20 300.30 12.6000
E5489726 300.30 301.80 0.6480
E5489727 301.80 302.30 0.9010
E5489728 302.30 303.20 1.2200
E5489730 303.20 304.50 0.2580
E5489731 304.50 305.60 0.2760
E5489732 305.60 306.70 0.1540
E5489733 306.70 307.70 0.3505
E5489734 307.70 308.30 0.2790
E5489735 308.30 309.40 0.2950
E5489736 309.40 310.40 1.3500
E5489737 310.40 311.40 0.1810
E5489738 311.40 312.40 0.4020
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Hole Number: HP13-017                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489740 312.40 313.70 0.1050
E5489741 313.70 314.50 0.0900
E5489742 314.50 315.00 0.2450
E5489743 315.00 315.90 0.0900
E5489744 315.90 317.40 0.0970
E5489745 317.40 318.10 0.1530
E5489746 318.10 318.60 0.0950
E5489747 318.60 319.50 0.0960
E5489748 319.50 320.50 0.1340
E5489750 320.50 321.20 0.0710
E5489751 321.20 321.80 0.0820
E5489752 321.80 323.30 0.0940
E5489753 323.30 324.00 0.1880
E5489754 324.00 325.00 0.2390
E5489755 325.00 325.70 0.6110
E5489756 325.70 326.50 0.1160
E5489757 326.50 327.40 0.1420
E5489758 327.40 328.80 0.0609
E5489760 328.80 330.20 0.1950
E5489761 330.20 331.20 0.0620
E5489762 331.20 332.50 0.0820
E5489763 332.50 333.90 0.3170
E5489764 333.90 335.10 0.0870
E5489765 335.10 335.80 0.1000
E5489766 335.80 336.30 0.1730
E5489767 336.30 337.30 0.0750
E5489768 337.30 338.00 0.1160
E5489770 338.00 339.00 0.0540
E5489771 339.00 340.50 0.0290
E5489772 340.50 342.00 0.0490
E5489773 342.00 342.60 0.0590
E5489774 342.60 344.00 0.0720
E5489775 344.00 345.00 0.0730
E5489776 345.00 345.70 0.0740
E5489777 345.70 346.80 0.0253
E5489778 346.80 348.00 0.2180
E5489780 348.00 349.10 0.0620
E5489781 349.10 350.30 0.0670
E5489782 350.30 351.70 0.0450
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Hole Number: HP13-017                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489783 351.70 352.60 0.0744
E5489784 352.60 353.50 0.0560
E5489785 353.50 354.40 0.0930
E5489786 354.40 355.90 0.3990
E5489787 355.90 357.00 0.0420
E5489788 357.00 358.50 0.0770
E5489790 358.50 359.10 0.0690
E5489791 359.10 360.00 0.2410
E5489792 360.00 360.90 0.1260
E5489793 360.90 362.40 0.0360
E5489794 362.40 363.90 0.1080
E5489795 363.90 364.50 0.0357
E5489796 364.50 366.00 0.0790
E5489797 366.00 367.50 0.0840
E5489798 367.50 368.60 0.0520
E5489800 368.60 369.00 0.0950
E5489801 369.00 370.50 0.1180
E5489802 370.50 371.80 0.0550
E5489803 371.80 373.30 0.0840
E5489804 373.30 374.80 0.0005
E5489805 374.80 376.30 0.0930
E5489806 376.30 377.50 0.2100
E5489807 377.50 378.50 0.0005
E5489808 378.50 378.90 0.3360
E5489810 378.90 380.00 0.0760
E5489811 380.00 381.00 0.0620
E5489812 381.00 382.40 0.0610
E5489813 382.40 383.40 0.0640
E5489814 383.40 384.40 0.0220
E5489815 384.40 385.20 0.1000
E5489816 385.20 386.00 0.0330
E5489817 386.00 387.00 0.1570
E5489818 387.00 388.00 0.0440
E5489819 388.00 389.00 0.0700
E5489821 389.00 390.10 0.0620
E5489822 390.10 391.50 0.1330
E5489823 391.50 393.00 0.0180
E5489824 393.00 394.50 0.0460
E5489825 394.50 396.00 0.0500
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Hole Number: HP13-017                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489826 396.00 397.50 0.0380
E5489827 397.50 399.00 0.0740
E5489828 399.00 400.50 0.0820
E5489830 400.50 402.00 0.0860
E5489831 402.00 403.50 0.0450
E5489832 403.50 405.00 0.0480
E5489833 405.00 406.50 0.0770
E5489834 406.50 408.00 0.1000
E5489835 408.00 408.70 0.0290
E5489836 408.70 409.10 0.0660
E5489837 409.10 409.80 0.0870
E5489838 409.80 411.30 0.1010
E5489840 411.30 412.80 0.1090
E5489841 412.80 414.00 0.1130
E5489842 414.00 414.70 0.0650
E5489843 414.70 416.20 0.3270
E5489844 416.20 417.10 0.0290
E5489845 417.10 417.90 0.0242
E5489846 417.90 419.20 0.1810
E5489847 419.20 420.00 0.1290
E5489848 420.00 421.50 0.0710
E5489850 421.50 423.00 0.0670
E5489851 423.00 424.40 0.0310
E5489852 424.40 425.70 0.0460
E5489853 425.70 427.00 0.1790
E5489854 427.00 428.00 0.0190
E5489855 428.00 428.40 0.0170
E5489856 428.40 429.00 0.0400
E5489857 429.00 430.50 0.0290
E5489858 430.50 432.00 0.0200
E5489860 432.00 433.50 0.0150
E5489861 433.50 435.00 0.0080
E5489862 435.00 436.00 0.0040
E5489863 436.00 437.20 0.0210
E5489864 437.20 438.00 0.1300
E5489865 438.00 439.00 0.0330
E5489866 439.00 440.10 0.0130
E5489867 440.10 441.60 0.0290
E5489868 441.60 442.80 0.2540
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Hole Number: HP13-017                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489869 442.80 443.80 0.0470
E5489871 443.80 444.60 0.0290
E5489872 444.60 446.10 0.0120
E5489873 446.10 447.60 0.0055
E5489874 447.60 448.30 0.0200
E5489875 448.30 449.00 0.0100
E5489876 449.00 450.50 0.0090
E5489877 450.50 451.80 0.0250
E5489878 451.80 453.00 0.0180
E5489880 453.00 454.50 0.0200
E5489881 454.50 455.30 0.0240
E5489882 455.30 456.30 0.0240
E5489883 456.30 457.40 0.0260
E5489884 457.40 457.90 0.0950
E5489885 457.90 458.90 0.0300
E5489886 458.90 459.90 0.0340
E5489887 459.90 460.70 0.1660
E5489888 460.70 461.50 0.3520
E5489889 461.50 462.40 1.3700
E5489891 462.40 463.40 0.1670
E5489892 463.40 464.40 0.0250
E5489893 464.40 465.30 5.2000
E5489894 465.30 466.40 0.0480
E5489895 466.40 467.90 0.0940
E5489896 467.90 468.80 0.0080
E5489897 468.80 469.70 0.0440
E5489898 469.70 470.80 0.0550
E5489900 470.80 471.90 0.1630
E5489901 471.90 472.90 0.0500
E5489902 472.90 473.80 0.0510
E5489903 473.80 475.00 0.0290
E5489904 475.00 475.80 0.2160
E5489905 475.80 477.10 0.1700
E5489906 477.10 478.60 0.0090
E5489907 478.60 480.00 0.0330
E5489908 480.00 481.50 0.3980
E5489910 481.50 483.00 0.5785
E5489911 483.00 484.50 0.5040
E5489912 484.50 486.00 0.5840
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Hole Number: HP13-017                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489913 486.00 487.50 0.5600
E5489914 487.50 489.00 0.8200
E5489915 489.00 490.00 0.2890
E5489916 490.00 491.00 0.4320
E5489917 491.00 492.00 0.1230
E5489918 492.00 493.00 0.0610
E5489920 493.00 494.10 0.4420
E5489921 494.10 494.60 0.0450
E5489922 494.60 495.40 0.1160
E5489923 495.40 495.80 0.0950
E5489924 495.80 497.30 0.1160
E5489925 497.30 498.30 0.0430
E5489926 498.30 499.20 0.0300
E5489927 499.20 500.00 2.1500
E5489928 500.00 501.00 0.2780
E5489930 501.00 501.40 0.3610
E5489931 501.40 502.40 0.2840
E5489932 502.40 503.60 0.0870
E5489933 503.60 504.70 0.1690
E5489934 504.70 505.60 0.0950
E5489935 505.60 506.50 0.0160
E5489936 506.50 507.80 0.0105
E5489937 507.80 508.80 0.0070
E5489938 508.80 509.90 0.1510
E5489940 509.90 511.00 0.0500
E5489941 511.00 512.10 0.0870
E5489942 512.10 513.30 0.0760
E5489943 513.30 514.00 0.0280
E5489944 514.00 514.90 1.4500
E5489945 514.90 516.00 0.0540
E5489946 516.00 517.50 0.1490
E5489947 517.50 518.60 0.0120
E5489948 518.60 519.60 0.0260
E5489950 519.60 520.20 0.0367
E5489951 520.20 520.60 0.0690
E5489952 520.60 521.40 0.0170
E5489953 521.40 522.20 0.0070
E5489954 522.20 523.00 0.0150
E5489955 523.00 523.70 0.0180
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Hole Number: HP13-017                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489956 523.70 524.20 0.0380
E5489957 524.20 524.60 0.2390
E5489958 524.60 525.70 0.0110
E5489960 525.70 526.50 0.3780
E5489961 526.50 527.40 0.2040
E5489962 527.40 528.90 0.0390
E5489963 528.90 530.30 0.0090
E5489964 530.30 531.00 0.1090
E5489965 531.00 532.50 0.0770
E5489966 532.50 534.00 0.0120
E5489967 534.00 535.00 0.0080
E5489968 535.00 535.90 0.0100
E5489970 535.90 536.70 0.0160
E5489971 536.70 537.50 0.1140
E5489972 537.50 539.00 0.1220
E5489973 539.00 540.50 0.0090
E5489974 540.50 541.60 0.0824
E5489975 541.60 542.70 0.0950
E5489976 542.70 544.00 0.1770
E5489977 544.00 545.00 0.0120
E5489978 545.00 546.00 0.0250
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GRAPHIC SUMMARY REPORT

0

6.00
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6.00
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94.10
ISP

94.10

172.90
VMM

172.90

213.30
ISO

213.30

219.30
ISO

219.30

235.50
ACG

235.50

239.80
IPO

239.80

241.30
ACG

241.30

315.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371490.000000 552454.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-018              DDH

Hislop Township

YES L26963

DECIMAL METRIC

212.00 -70.00

bhua

Garant

0 315.00

Completed: Apr 16, 2013Start Date: Apr 14, 2013

Entered On: Apr 16, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-018                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371490.00 North: Collar Az:

Location: Hislop Township East: 552454.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Apr 14, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Apr 16, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-70.00

212.00

315.00

0.00

315.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first good reading 27.00 mag field = 5379; Mag too low, suspect Az off219.00 234.10-70.50 -70.50EZ Shot OK EZ Shot DO

78.00 mag field = 5687 129.00 mag field = 5446; Mag~low, suspect Az off219.00 239.80-70.60 -70.70EZ Shot OK EZ Shot DO

180.00 mag field = 5526 231.00 mag field = 5561226.60 229.10-70.00 -69.40EZ Shot OK EZ Shot OK

282.00 mag field = 5587 312.00 mag field = 5620226.40 227.60-69.70 -69.60EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 6.00 HPO, OVERBURDEN E5491987 5.10 6.00 0.90 0.02
OVERBURDEN -
6m of casing used.  Boulders and minor VMM recovered.



Page 2 of 16Dec 12, 2013 DETAILED LOG

Hole Number: HP13-018                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

6.00 83.20 VMM, MAFIC VOLCANIC MASSIVE E5491988 6.00 7.00 1.00 0.39
E5491989 7.00 8.00 1.00 1.54
E5491990 8.00 9.00 1.00 0.32
E5491991 9.00 9.80 0.80 0.16
E5491993 9.80 10.70 0.90 0.05
E5491994 10.70 11.40 0.70 1.61
E5491995 11.40 12.60 1.20 0.05
E5491996 12.60 13.50 0.90 0.13
E5491997 13.50 13.90 0.40 0.64
E5491998 13.90 14.70 0.80 0.05
E5491999 14.70 15.50 0.80 0.01
E5492000 15.50 16.90 1.40 0.04
E5492001 16.90 18.00 1.10 0.05
E5492003 18.00 19.10 1.10 0.03
E5492004 19.10 19.70 0.60 0.92
E5492005 19.70 21.00 1.30 0.01
E5492006 21.00 22.50 1.50 0.01
E5492007 22.50 24.00 1.50 0.01
E5492008 24.00 25.50 1.50 0.02
E5492009 25.50 27.00 1.50 0.02
E5492010 27.00 28.50 1.50 0.04
E5492011 28.50 30.00 1.50 0.83
E5492012 30.00 31.50 1.50 0.08
E5492014 31.50 32.50 1.00 0.02
E5492015 32.50 32.80 0.30 3.08
E5492016 32.80 34.00 1.20 0.03
E5492017 34.00 35.00 1.00 0.01
E5492018 35.00 36.10 1.10 0.03
E5492019 36.10 37.30 1.20 1.24
E5492021 37.30 38.00 0.70 0.04
E5492022 38.00 39.00 1.00 0.01
E5492023 39.00 40.50 1.50 0.02
E5492024 40.50 42.00 1.50 0.02
E5492025 42.00 43.50 1.50 0.02
E5492026 43.50 45.00 1.50 0.06
E5492027 45.00 46.40 1.40 0.02
E5492028 46.40 47.00 0.60 0.01
E5492029 47.00 48.00 1.00 0.01
E5492030 48.00 49.50 1.50 0.17
E5492031 49.50 51.00 1.50 0.01
E5492032 51.00 51.80 0.80 0.18
E5492033 51.80 52.70 0.90 1.82
E5492035 52.70 54.00 1.30 2.49

MAFIC ROCK WITH MINOR SYENITIC INTRUSIONS -
Rock is dark grey with bleached intervals.  Aphanitic to fine grained.  Patchy
BLE'ed areas are fracture controlled.  HE alteration is also fracture controlled and
within syenites.  SIL is present at top of unit.  Patchy interval containing higher
concentrated fracture controlled PY mineralization up to 5%.  Locally brecciated
around QZ veins with 5% PY mineralization.  Mainly CAR fracture fillings present
throughout in low concentration with areas of QZ veinlets concentrated together.
Rock is hard with patchy moderate to strong magnetism where BLE does not
exist.  Locally brecciated.
Intervals of interest:
6-11.4m: 2-5% v.f.g. disseminated and fracture controlled PY.  SIL present with
weak to moderate HE.
67.9-71.6m: 1-3% v.f.g disseminated and fracture controlled PY  1% QZ/CAR
stringers.  Weak to moderate HE alteration with fracture controlled ALB
alteration.
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Hole Number: HP13-018                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5492036 54.00 55.30 1.30 1.21
E5492037 55.30 56.40 1.10 0.33
E5492038 56.40 57.00 0.60 4.17
E5492039 57.00 57.80 0.80 21.70
E5492040 57.80 59.10 1.30 0.58
E5492042 59.10 60.30 1.20 1.02
E5492043 60.30 61.70 1.40 0.24
E5492044 61.70 63.00 1.30 0.11
E5492045 63.00 64.50 1.50 0.33
E5492046 64.50 66.00 1.50 0.11
E5492047 66.00 67.00 1.00 2.30
E5492048 67.00 67.90 0.90 1.21
E5492049 67.90 68.80 0.90 2.76
E5492050 68.80 69.60 0.80 2.43
E5492052 69.60 70.60 1.00 2.69
E5492053 70.60 71.60 1.00 0.70
E5492054 71.60 72.70 1.10 0.21
E5492055 72.70 74.20 1.50 0.06
E5492056 74.20 75.70 1.50 0.15
E5492057 75.70 77.20 1.50 0.02
E5492058 77.20 78.70 1.50 0.10
E5492059 78.70 80.20 1.50 0.03
E5492060 80.20 81.70 1.50 0.28
E5492061 81.70 83.20 1.50 0.18

83.20 94.10 ISP, PORPHYRITIC SYENITE E5492063 83.20 84.00 0.80 0.20
E5492064 84.00 84.80 0.80 1.09
E5492065 84.80 86.00 1.20 0.26
E5492066 86.00 87.50 1.50 0.87
E5492067 87.50 89.00 1.50 0.55
E5492068 89.00 90.50 1.50 0.10
E5492069 90.50 91.50 1.00 0.16
E5492070 91.50 92.40 0.90 0.19
E5492071 92.40 93.20 0.80 0.00
E5492073 93.20 94.10 0.90 0.09

FELDSPAR PORPHYRITIC SYENITE -
Rock transitions from pale red to brownish green.  Fine grained to medium
grained.  Distinct upper contact 30 degrees TCA.  HE and EP alteration is
semi-pervasive.  1-2% f.g. disseminated PY.  Low concentration of CAR fracture
fillings.  Rock is hard with no magnetism.
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94.10 172.90 VMM, MAFIC VOLCANIC MASSIVE E5492074 94.10 95.60 1.50 0.07
E5492075 95.60 96.60 1.00 0.18
E5492076 96.60 97.40 0.80 0.47
E5492077 97.40 98.40 1.00 0.29
E5492078 98.40 99.00 0.60 0.21
E5492079 99.00 100.50 1.50 0.01
E5492080 100.50 102.00 1.50 0.02
E5492081 102.00 103.50 1.50 0.09
E5492082 103.50 105.00 1.50 0.03
E5492084 105.00 106.50 1.50 0.39
E5492085 106.50 108.00 1.50 0.06
E5492086 108.00 108.80 0.80 0.08
E5492087 108.80 110.00 1.20 0.75
E5492088 110.00 111.00 1.00 0.06
E5492089 111.00 112.50 1.50 0.03
E5492090 112.50 114.00 1.50 0.06
E5492091 114.00 115.20 1.20 0.16
E5492093 115.20 116.10 0.90 0.17
E5492094 116.10 117.30 1.20 0.04
E5492095 117.30 118.30 1.00 0.25
E5492096 118.30 119.20 0.90 0.16
E5492097 119.20 120.30 1.10 0.87
E5492098 120.30 121.40 1.10 0.80
E5492099 121.40 122.70 1.30 1.05
E5492100 122.70 123.20 0.50 1.05
E5492101 123.20 124.70 1.50 0.09
E5492103 124.70 125.40 0.70 0.38
E5492104 125.40 126.60 1.20 0.17
E5492105 126.60 127.90 1.30 0.03
E5492106 127.90 129.00 1.10 0.01
E5492107 129.00 130.50 1.50 0.03
E5492108 130.50 132.00 1.50 0.02
E5492109 132.00 133.50 1.50 0.03
E5492110 133.50 134.90 1.40 0.07
E5492111 134.90 136.10 1.20 0.03
E5492112 136.10 137.00 0.90 0.09
E5492114 137.00 138.00 1.00 0.34
E5492115 138.00 139.50 1.50 0.07
E5492116 139.50 141.00 1.50 0.07
E5492117 141.00 142.30 1.30 0.03
E5492118 142.30 143.60 1.30 0.03
E5492119 143.60 144.00 0.40 0.04
E5492120 144.00 145.50 1.50 0.09

MAFIC VOLCANIC ROCK WITH MINOR INTRUSIVE SYENITES -
Rock is dark grey and aphanitic.  Presence of several minor syenites and feldspar
porphyries throughout and can be up to 3m in core length.  Distinct upper
contact with ISP approximately 70 degrees TCA.  HE and SIL dominant within
syenites.  HE is patchy throughout mafic rock with fracture controlled BLE and
possibly ALB present.  EP is present within ISP units.  PY varies in concentration,
but dominantly fracture controlled and very fine grained.  Overall, appears to
decrease with depth.  QZ veinlets present in low concentration.  Dominantly CAR
fracture fillings and stringers present throughout mafic rock.  Rock is moderate
to hard with patchy strong magnetism where alteration does not occur within
mafic rock.  Minor consolidated fault within unit.
Intervals of interest:
171.8-172.9m: 3% v.f.g. disseminated and veinlet hosted PY.  Moderately
brecciated.  Minor CAR veinlet with xenoliths.
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E5492121 145.50 147.00 1.50 0.11
E5492122 147.00 148.20 1.20 0.31
E5492123 148.20 149.20 1.00 0.03
E5492125 149.20 149.80 0.60 0.04
E5492126 149.80 150.30 0.50 0.11
E5492127 150.30 151.70 1.40 0.04
E5492128 151.70 153.10 1.40 0.05
E5492129 153.10 153.50 0.40 0.72
E5492130 153.50 155.00 1.50 0.24
E5492131 155.00 155.70 0.70 0.20
E5492133 155.70 156.50 0.80 0.16
E5492134 156.50 158.00 1.50 0.19
E5492135 158.00 159.20 1.20 0.22
E5492136 159.20 159.80 0.60 0.33
E5492137 159.80 161.00 1.20 0.13
E5492138 161.00 162.00 1.00 0.11
E5492139 162.00 163.50 1.50 0.02
E5492140 163.50 165.00 1.50 0.01
E5492141 165.00 166.50 1.50 0.03
E5492143 166.50 168.00 1.50 0.05
E5492144 168.00 169.50 1.50 0.06
E5492145 169.50 171.00 1.50 0.01
E5492146 171.00 171.80 0.80 0.02
E5492147 171.80 172.60 0.80 0.35
E5492148 172.60 172.90 0.30 1.57
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172.90 213.30 ISO, SYENITIC INTRUSIVE E5492149 172.90 174.00 1.10 0.14
E5492151 174.00 175.00 1.00 0.05
E5492152 175.00 175.90 0.90 0.13
E5492258 175.90 177.00 1.10 0.03
E5492259 177.00 178.50 1.50 0.04
E5492260 178.50 180.00 1.50 0.05
E5492261 180.00 181.50 1.50 0.09
E5492263 181.50 183.00 1.50 0.07
E5492264 183.00 184.50 1.50 0.08
E5492265 184.50 186.00 1.50 0.03
E5492266 186.00 186.60 0.60 0.25
E5492267 186.60 187.40 0.80 0.16
E5492268 187.40 188.20 0.80 0.49
E5492269 188.20 189.30 1.10 0.20
E5492270 189.30 190.40 1.10 0.26
E5492271 190.40 191.30 0.90 0.20
E5492272 191.30 192.00 0.70 0.22
E5492274 192.00 193.50 1.50 0.03
E5492275 193.50 195.00 1.50 0.08
E5492276 195.00 196.50 1.50 0.11
E5492277 196.50 198.00 1.50 0.04
E5492278 198.00 199.50 1.50 0.02
E5492279 199.50 201.00 1.50 0.03
E5492280 201.00 202.50 1.50 0.14
E5492282 202.50 204.00 1.50 0.06
E5492283 204.00 205.50 1.50 0.07
E5492284 205.50 207.00 1.50 0.04
E5492285 207.00 208.50 1.50 0.02
E5492286 208.50 209.50 1.00 0.03
E5492287 209.50 210.50 1.00 0.29
E5492153 210.50 211.60 1.10 0.49
E5492154 211.60 212.60 1.00 0.82
E5492155 212.60 213.30 0.70 1.46

ALBITIC AND SILICIFIED SYENITE -
Rock is purple to green.  Vitreous appearance with feldspar phenocrysts up to
0.5cm in diameter.  Distinct upper contact 80 degrees TCA.  ALB and EP
alteration is patchy throughout.  SIL is strong and pervasive.  v.f.g. disseminated
PY present in low concentrations where porphyritic texture is altered.  Low
concentration of QZ dominant veinlets.  Minor consolidated fault present in
middle of unit.  Rock is hard with no magnetism.

213.30 219.30 ISO, SYENITIC INTRUSIVE E5492156 213.30 214.10 0.80 0.39
E5492157 214.10 215.00 0.90 0.25
E5492158 215.00 216.00 1.00 0.27
E5492159 216.00 217.20 1.20 0.25
E5492160 217.20 218.30 1.10 0.48
E5492161 218.30 219.30 1.00 0.33

ALTERED SYENITE -
Original protolith is similar to unit above.  SIL and ALB pervasive throughout.
SER is present around fractures.  2-3% v.f.g. fracture controlled and
disseminated PY.  CAR/QZ veinlets present in low concentration.  Rock is hard
with no magnetism.
Entire unit is of interest.
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219.30 235.50 ACG, GREEN CARBONATE ALTERED ROCK E5492163 219.30 220.20 0.90 0.74
E5492164 220.20 221.10 0.90 0.59
E5492165 221.10 221.50 0.40 0.20
E5492166 221.50 222.00 0.50 0.10
E5492167 222.00 223.00 1.00 0.06
E5492168 223.00 224.00 1.00 0.06
E5492169 224.00 225.00 1.00 0.04
E5492170 225.00 226.00 1.00 0.03
E5492171 226.00 227.00 1.00 0.01
E5492173 227.00 228.00 1.00 0.02
E5492174 228.00 229.00 1.00 0.01
E5492175 229.00 230.00 1.00 0.02
E5492176 230.00 231.00 1.00 0.01
E5492177 231.00 232.00 1.00 0.01
E5492178 232.00 233.00 1.00 0.04
E5492179 233.00 234.00 1.00 0.05
E5492180 234.00 234.80 0.80 0.01
E5492181 234.80 235.50 0.70 0.10

CHLORITE ALTERED GREEN CARBONATE ROCK -
Rock is dark grey with slight green tint.  Aphanitic.  Distinct upper contact 50
degrees TCA.  Appearance of brecciated clasts up to 0.5cm in diameter.  CHL
alteration more prominant with minor FUS alteration localized around clasts and
fractures.  Low concentration of v.f.g. disseminated PY.  CAR veining causing
brecciation of ultramafic rock.  Rock is soft with no magnetism.
Entire interval is of interest.

235.50 239.80 IPO, FELSIC PORPYRITIC INTRUSIVE E5492183 235.50 236.20 0.70 0.07
E5492184 236.20 237.00 0.80 0.08
E5492185 237.00 238.00 1.00 0.02
E5492186 238.00 239.00 1.00 0.12
E5492187 239.00 239.80 0.80 0.08

QUARTZ-FELDSPAR FELSIC INTRUSION -
Rock is white with minor grey.  Coarse grained.  Distinct upper contact non-linear
and approximately 50 degrees TCA.  Very minor HE alteration present around
fractures.  No visible PY.  QZ/CAR veinlets also present.  Rock is hard with no
magnetism.

239.80 241.30 ACG, GREEN CARBONATE ALTERED ROCK E5492188 239.80 240.40 0.60 1.85
E5492189 240.40 241.30 0.90 7.82ALBITE ALTERED AND BRECCIATED ULTRAMAFIC ROCK -

Rock is grey in colour.  Fine grained with rounded brecciated clasts up to 1cm in
diameter.  Distinct upper contact 85 degrees TCA.  ALB alteration is
semi-pervasive to pervasive with presence being in some veining.  Minor SER
also present around fractures.  3-5% v.f.g. disseminated PY throughout.
CAR/ALB? veining causing brecciation present near top of unit.  Rock is moderate
to hard with no magnetism.
Entire unit is of interest.
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241.30 315.00 VUO, ULTRAMAFIC VOLCANIC E5492190 241.30 242.30 1.00 0.08
E5492191 242.30 243.30 1.00 0.17
E5492193 243.30 244.60 1.30 0.02
E5492194 244.60 246.00 1.40 0.02
E5492195 246.00 247.50 1.50 0.09
E5492196 247.50 249.00 1.50 0.03
E5492197 249.00 249.70 0.70 0.06
E5492198 249.70 250.30 0.60 0.93
E5492199 250.30 251.60 1.30 0.06
E5492200 251.60 252.50 0.90 0.03
E5492202 252.50 253.80 1.30 0.04
E5492203 253.80 255.30 1.50 0.04
E5492204 255.30 256.00 0.70 0.44
E5492205 256.00 256.70 0.70 0.56
E5492206 256.70 258.00 1.30 1.26
E5492207 258.00 259.10 1.10 4.04
E5492208 259.10 259.80 0.70 6.20
E5492209 259.80 261.20 1.40 2.10
E5492210 261.20 262.70 1.50 3.37
E5492211 262.70 263.40 0.70 2.03
E5492213 263.40 264.90 1.50 1.81
E5492214 264.90 266.30 1.40 0.81
E5492215 266.30 267.20 0.90 2.05
E5492216 267.20 268.70 1.50 0.02
E5492217 268.70 270.00 1.30 0.02
E5492218 270.00 271.50 1.50 0.03
E5492219 271.50 272.50 1.00 0.05
E5492220 272.50 273.30 0.80 0.05
E5492221 273.30 274.50 1.20 1.02
E5492223 274.50 275.90 1.40 0.36
E5492224 275.90 277.20 1.30 0.17
E5492225 277.20 278.70 1.50 0.02
E5492226 278.70 280.10 1.40 0.04
E5492227 280.10 281.10 1.00 0.04
E5492228 281.10 282.10 1.00 0.05
E5492229 282.10 283.60 1.50 0.03
E5492230 283.60 285.00 1.40 0.07
E5492231 285.00 286.50 1.50 0.10
E5492233 286.50 288.00 1.50 0.00
E5492234 288.00 289.00 1.00 0.01
E5492235 289.00 289.80 0.80 0.05
E5492236 289.80 290.90 1.10 0.27
E5492237 290.90 292.00 1.10 1.57

ULTRAMAFIC ROCK -
Rock is dark grey to black with varying colour due to alteration.  Aphanitic to fine
grained.  Distinct upper contact 50 degrees TCA marked where alteration and
sulphidization drop.  CHL prominant throughout all of rock with minor sharp
intervals containing moderate SER or weak HE alteration.  Low concentrations of
v.f.g. disseminated PY up to 2% and more associated to SER alteration.  v.f.g.
disseminated PY can be present throughout most of VUO.  CAR fracture fillings
and veinlets present in low concentration.  Foliation present in rock at
approximately 40 degrees TCA.  Minor mafic unit (intrusive or volcanic) present
in middle of unit.  Rock is very soft and weakly magnetic where CHL and TAL
alteration prominant in middle of unit.
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E5492238 292.00 292.70 0.70 4.84
E5492239 292.70 293.70 1.00 1.88
E5492240 293.70 294.60 0.90 2.12
E5492241 294.60 296.00 1.40 2.18
E5492243 296.00 297.00 1.00 1.48
E5492244 297.00 298.50 1.50 1.78
E5492245 298.50 300.00 1.50 1.79
E5492246 300.00 300.90 0.90 0.47
E5492247 300.90 302.40 1.50 0.38
E5492248 302.40 303.80 1.40 0.90
E5492249 303.80 305.30 1.50 0.50
E5492250 305.30 306.00 0.70 0.07
E5492252 306.00 307.50 1.50 0.44
E5492253 307.50 309.00 1.50 0.66
E5492254 309.00 310.50 1.50 0.82
E5492255 310.50 312.00 1.50 1.05
E5492256 312.00 313.50 1.50 0.53
E5492257 313.50 315.00 1.50 0.58

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5491987 5.10 6.00 0.0170
E5491988 6.00 7.00 0.3900
E5491989 7.00 8.00 1.5400
E5491990 8.00 9.00 0.3220
E5491991 9.00 9.80 0.1620
E5491993 9.80 10.70 0.0450
E5491994 10.70 11.40 1.6100
E5491995 11.40 12.60 0.0480
E5491996 12.60 13.50 0.1300
E5491997 13.50 13.90 0.6390
E5491998 13.90 14.70 0.0500
E5491999 14.70 15.50 0.0140
E5492000 15.50 16.90 0.0360
E5492001 16.90 18.00 0.0500
E5492003 18.00 19.10 0.0310
E5492004 19.10 19.70 0.9210
E5492005 19.70 21.00 0.0090
E5492006 21.00 22.50 0.0100
E5492007 22.50 24.00 0.0060
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E5492008 24.00 25.50 0.0200
E5492009 25.50 27.00 0.0230
E5492010 27.00 28.50 0.0350
E5492011 28.50 30.00 0.8280
E5492012 30.00 31.50 0.0820
E5492014 31.50 32.50 0.0210
E5492015 32.50 32.80 3.0800
E5492016 32.80 34.00 0.0320
E5492017 34.00 35.00 0.0140
E5492018 35.00 36.10 0.0300
E5492019 36.10 37.30 1.2400
E5492021 37.30 38.00 0.0410
E5492022 38.00 39.00 0.0090
E5492023 39.00 40.50 0.0180
E5492024 40.50 42.00 0.0210
E5492025 42.00 43.50 0.0235
E5492026 43.50 45.00 0.0590
E5492027 45.00 46.40 0.0190
E5492028 46.40 47.00 0.0070
E5492029 47.00 48.00 0.0100
E5492030 48.00 49.50 0.1660
E5492031 49.50 51.00 0.0090
E5492032 51.00 51.80 0.1810
E5492033 51.80 52.70 1.8200
E5492035 52.70 54.00 2.4900
E5492036 54.00 55.30 1.2100
E5492037 55.30 56.40 0.3305
E5492038 56.40 57.00 4.1700
E5492039 57.00 57.80 21.7000
E5492040 57.80 59.10 0.5760
E5492042 59.10 60.30 1.0200
E5492043 60.30 61.70 0.2380
E5492044 61.70 63.00 0.1130
E5492045 63.00 64.50 0.3320
E5492046 64.50 66.00 0.1140
E5492047 66.00 67.00 2.3000
E5492048 67.00 67.90 1.2100
E5492049 67.90 68.80 2.7600
E5492050 68.80 69.60 2.4300
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E5492052 69.60 70.60 2.6900
E5492053 70.60 71.60 0.6950
E5492054 71.60 72.70 0.2060
E5492055 72.70 74.20 0.0600
E5492056 74.20 75.70 0.1500
E5492057 75.70 77.20 0.0200
E5492058 77.20 78.70 0.1000
E5492059 78.70 80.20 0.0300
E5492060 80.20 81.70 0.2800
E5492061 81.70 83.20 0.1800
E5492063 83.20 84.00 0.2000
E5492064 84.00 84.80 1.0900
E5492065 84.80 86.00 0.2600
E5492066 86.00 87.50 0.8700
E5492067 87.50 89.00 0.5500
E5492068 89.00 90.50 0.1000
E5492069 90.50 91.50 0.1600
E5492070 91.50 92.40 0.1900
E5492071 92.40 93.20 0.0000
E5492073 93.20 94.10 0.0900
E5492074 94.10 95.60 0.0700
E5492075 95.60 96.60 0.1800
E5492076 96.60 97.40 0.4700
E5492077 97.40 98.40 0.2900
E5492078 98.40 99.00 0.2100
E5492079 99.00 100.50 0.0100
E5492080 100.50 102.00 0.0200
E5492081 102.00 103.50 0.0900
E5492082 103.50 105.00 0.0300
E5492084 105.00 106.50 0.3900
E5492085 106.50 108.00 0.0600
E5492086 108.00 108.80 0.0800
E5492087 108.80 110.00 0.7500
E5492088 110.00 111.00 0.0600
E5492089 111.00 112.50 0.0300
E5492090 112.50 114.00 0.0600
E5492091 114.00 115.20 0.1600
E5492093 115.20 116.10 0.1700
E5492094 116.10 117.30 0.0400
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E5492095 117.30 118.30 0.2500
E5492096 118.30 119.20 0.1600
E5492097 119.20 120.30 0.8700
E5492098 120.30 121.40 0.8000
E5492099 121.40 122.70 1.0500
E5492100 122.70 123.20 1.0500
E5492101 123.20 124.70 0.0900
E5492103 124.70 125.40 0.3800
E5492104 125.40 126.60 0.1700
E5492105 126.60 127.90 0.0300
E5492106 127.90 129.00 0.0100
E5492107 129.00 130.50 0.0300
E5492108 130.50 132.00 0.0200
E5492109 132.00 133.50 0.0300
E5492110 133.50 134.90 0.0700
E5492111 134.90 136.10 0.0300
E5492112 136.10 137.00 0.0900
E5492114 137.00 138.00 0.3400
E5492115 138.00 139.50 0.0700
E5492116 139.50 141.00 0.0700
E5492117 141.00 142.30 0.0300
E5492118 142.30 143.60 0.0300
E5492119 143.60 144.00 0.0400
E5492120 144.00 145.50 0.0900
E5492121 145.50 147.00 0.1100
E5492122 147.00 148.20 0.3100
E5492123 148.20 149.20 0.0300
E5492125 149.20 149.80 0.0400
E5492126 149.80 150.30 0.1100
E5492127 150.30 151.70 0.0400
E5492128 151.70 153.10 0.0500
E5492129 153.10 153.50 0.7200
E5492130 153.50 155.00 0.2400
E5492131 155.00 155.70 0.2000
E5492133 155.70 156.50 0.1600
E5492134 156.50 158.00 0.1900
E5492135 158.00 159.20 0.2200
E5492136 159.20 159.80 0.3300
E5492137 159.80 161.00 0.1300
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E5492138 161.00 162.00 0.1100
E5492139 162.00 163.50 0.0200
E5492140 163.50 165.00 0.0100
E5492141 165.00 166.50 0.0300
E5492143 166.50 168.00 0.0500
E5492144 168.00 169.50 0.0600
E5492145 169.50 171.00 0.0100
E5492146 171.00 171.80 0.0200
E5492147 171.80 172.60 0.3500
E5492148 172.60 172.90 1.5700
E5492149 172.90 174.00 0.1400
E5492151 174.00 175.00 0.0500
E5492152 175.00 175.90 0.1300
E5492258 175.90 177.00 0.0300
E5492259 177.00 178.50 0.0400
E5492260 178.50 180.00 0.0500
E5492261 180.00 181.50 0.0900
E5492263 181.50 183.00 0.0700
E5492264 183.00 184.50 0.0800
E5492265 184.50 186.00 0.0300
E5492266 186.00 186.60 0.2500
E5492267 186.60 187.40 0.1600
E5492268 187.40 188.20 0.4900
E5492269 188.20 189.30 0.2000
E5492270 189.30 190.40 0.2600
E5492271 190.40 191.30 0.2000
E5492272 191.30 192.00 0.2200
E5492274 192.00 193.50 0.0300
E5492275 193.50 195.00 0.0800
E5492276 195.00 196.50 0.1100
E5492277 196.50 198.00 0.0400
E5492278 198.00 199.50 0.0200
E5492279 199.50 201.00 0.0300
E5492280 201.00 202.50 0.1400
E5492282 202.50 204.00 0.0600
E5492283 204.00 205.50 0.0700
E5492284 205.50 207.00 0.0400
E5492285 207.00 208.50 0.0200
E5492286 208.50 209.50 0.0300
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492287 209.50 210.50 0.2900
E5492153 210.50 211.60 0.4910
E5492154 211.60 212.60 0.8220
E5492155 212.60 213.30 1.4600
E5492156 213.30 214.10 0.3910
E5492157 214.10 215.00 0.2520
E5492158 215.00 216.00 0.2730
E5492159 216.00 217.20 0.2510
E5492160 217.20 218.30 0.4770
E5492161 218.30 219.30 0.3330
E5492163 219.30 220.20 0.7410
E5492164 220.20 221.10 0.5880
E5492165 221.10 221.50 0.1965
E5492166 221.50 222.00 0.1010
E5492167 222.00 223.00 0.0590
E5492168 223.00 224.00 0.0600
E5492169 224.00 225.00 0.0380
E5492170 225.00 226.00 0.0320
E5492171 226.00 227.00 0.0090
E5492173 227.00 228.00 0.0160
E5492174 228.00 229.00 0.0100
E5492175 229.00 230.00 0.0190
E5492176 230.00 231.00 0.0050
E5492177 231.00 232.00 0.0060
E5492178 232.00 233.00 0.0365
E5492179 233.00 234.00 0.0540
E5492180 234.00 234.80 0.0080
E5492181 234.80 235.50 0.1020
E5492183 235.50 236.20 0.0720
E5492184 236.20 237.00 0.0760
E5492185 237.00 238.00 0.0210
E5492186 238.00 239.00 0.1230
E5492187 239.00 239.80 0.0780
E5492188 239.80 240.40 1.8500
E5492189 240.40 241.30 7.8200
E5492190 241.30 242.30 0.0785
E5492191 242.30 243.30 0.1690
E5492193 243.30 244.60 0.0200
E5492194 244.60 246.00 0.0200
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Hole Number: HP13-018                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492195 246.00 247.50 0.0900
E5492196 247.50 249.00 0.0300
E5492197 249.00 249.70 0.0600
E5492198 249.70 250.30 0.9300
E5492199 250.30 251.60 0.0600
E5492200 251.60 252.50 0.0300
E5492202 252.50 253.80 0.0400
E5492203 253.80 255.30 0.0400
E5492204 255.30 256.00 0.4400
E5492205 256.00 256.70 0.5600
E5492206 256.70 258.00 1.2600
E5492207 258.00 259.10 4.0400
E5492208 259.10 259.80 6.2000
E5492209 259.80 261.20 2.1000
E5492210 261.20 262.70 3.3700
E5492211 262.70 263.40 2.0300
E5492213 263.40 264.90 1.8100
E5492214 264.90 266.30 0.8100
E5492215 266.30 267.20 2.0500
E5492216 267.20 268.70 0.0200
E5492217 268.70 270.00 0.0200
E5492218 270.00 271.50 0.0300
E5492219 271.50 272.50 0.0500
E5492220 272.50 273.30 0.0500
E5492221 273.30 274.50 1.0200
E5492223 274.50 275.90 0.3600
E5492224 275.90 277.20 0.1700
E5492225 277.20 278.70 0.0200
E5492226 278.70 280.10 0.0400
E5492227 280.10 281.10 0.0400
E5492228 281.10 282.10 0.0500
E5492229 282.10 283.60 0.0300
E5492230 283.60 285.00 0.0700
E5492231 285.00 286.50 0.1000
E5492233 286.50 288.00 0.0000
E5492234 288.00 289.00 0.0100
E5492235 289.00 289.80 0.0500
E5492236 289.80 290.90 0.2700
E5492237 290.90 292.00 1.5700
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492238 292.00 292.70 4.8400
E5492239 292.70 293.70 1.8800
E5492240 293.70 294.60 2.1200
E5492241 294.60 296.00 2.1800
E5492243 296.00 297.00 1.4800
E5492244 297.00 298.50 1.7800
E5492245 298.50 300.00 1.7900
E5492246 300.00 300.90 0.4700
E5492247 300.90 302.40 0.3800
E5492248 302.40 303.80 0.9000
E5492249 303.80 305.30 0.5000
E5492250 305.30 306.00 0.0700
E5492252 306.00 307.50 0.4400
E5492253 307.50 309.00 0.6600
E5492254 309.00 310.50 0.8200
E5492255 310.50 312.00 1.0500
E5492256 312.00 313.50 0.5300
E5492257 313.50 315.00 0.5800
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150.00
ISO

150.00

153.10
ACG
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264.00
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371490.000000 552454.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-019              DDH

Hislop Township

YES L26963

DECIMAL METRIC

212.00 -50.00

cbetts

Garant

0 264.00

Completed: Apr 22, 2013Start Date: Apr 16, 2013

Entered On: Apr 22, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-019                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371490.00 North: Collar Az:

Location: Hislop Township East: 552454.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Apr 16, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Apr 22, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-50.00

212.00

264.00

0.00

264.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar from planned Az and Dip 24.00 Mag=5443; Mag ~low, suspect Az off212.00 206.00-50.00 -49.30EZ Shot OK EZ Shot DO

78.00 Mag=5978; Mag too high, suspect Az off 129.00 Mag=5450; Mag ~low, suspect Az off203.40 206.30-50.10 -50.00EZ Shot DO EZ Shot DO

180.00 Mag=5569 231.00 Mag=5649226.10 226.60-50.90 -51.30EZ Shot OK EZ Shot OK

264.00 Mag=5567226.10 -52.10 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 6.00 HPO, OVERBURDEN
Overburden up to 6m.
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Hole Number: HP13-019                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

6.00 126.90 VMM, MAFIC VOLCANIC MASSIVE E5492288 6.00 7.50 1.50 0.02
E5492289 7.50 9.00 1.50 0.08
E5492290 9.00 10.50 1.50 0.04
E5492291 10.50 12.00 1.50 0.06
E5492292 12.00 12.70 0.70 1.10
E5492293 12.70 13.50 0.80 2.38
E5492294 13.50 14.50 1.00 3.42
E5492295 14.50 15.30 0.80 2.74
E5492296 15.30 16.70 1.40 0.04
E5492297 16.70 17.20 0.50 0.88
E5492298 17.20 18.00 0.80 0.01
E5492300 18.00 19.50 1.50 0.10
E5492301 19.50 21.00 1.50 0.07
E5492302 21.00 22.40 1.40 0.37
E5492303 22.40 23.90 1.50 0.31
E5492304 23.90 25.40 1.50 0.08
E5492305 25.40 26.90 1.50 0.08
E5492306 26.90 28.40 1.50 0.10
E5492307 28.40 29.20 0.80 0.05
E5492308 29.20 30.00 0.80 0.03
E5492310 30.00 31.50 1.50 0.03
E5492311 31.50 33.00 1.50 0.10
E5492312 33.00 34.50 1.50 0.01
E5492313 34.50 35.20 0.70 0.15
E5492314 35.20 35.70 0.50 0.45
E5492315 35.70 36.30 0.60 0.01
E5492316 36.30 37.50 1.20 0.02
E5492317 37.50 39.70 2.20 0.01
E5492318 39.70 40.50 0.80 0.03
E5492320 40.50 41.50 1.00 0.40
E5492321 41.50 42.80 1.30 0.27
E5492322 42.80 44.20 1.40 0.19
E5492323 44.20 45.60 1.40 0.02
E5492324 45.60 47.00 1.40 0.01
E5492325 47.00 47.70 0.70 0.02
E5492326 47.70 48.90 1.20 0.04
E5492327 48.90 49.90 1.00 0.04
E5492328 49.90 50.80 0.90 0.02
E5492330 50.80 51.60 0.80 0.03
E5492331 51.60 52.40 0.80 0.04
E5492332 52.40 53.00 0.60 0.13
E5492333 53.00 53.90 0.90 1.87
E5492334 53.90 54.60 0.70 0.17

Mafic rock is predominantly dark green to dark red with strong patchy red and
green within syenitic units. Core is aphanitic to fine grained with fine to medium
grained syenitic units. Strong hematite alteration within syenite units and along
fractures in mafics, strong bleaching patchy within mafic unit. mm scale
Carbonate stringers+veinlets throughout variable TCA with minor 2-4 cm scale
Quartz/Carbonate veins. Pyrite is predominantly fracture filled and fracture
controlled throughout mafic unit, trace of pyrite within syenitic units. Mafic units
are strongly magnetic, syenite units are not magnetic. Rock is hard
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Hole Number: HP13-019                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5492335 54.60 55.30 0.70 2.88
E5492336 55.30 56.40 1.10 0.32
E5492337 56.40 57.50 1.10 0.10
E5492436 57.50 59.00 1.50 0.04
E5492338 59.00 60.00 1.00 0.03
E5492340 60.00 60.80 0.80 0.01
E5492341 60.80 62.30 1.50 0.02
E5492342 62.30 63.80 1.50 4.83
E5492343 63.80 65.30 1.50 0.14
E5492344 65.30 66.80 1.50 0.77
E5492345 66.80 67.60 0.80 0.08
E5492346 67.60 69.00 1.40 0.20
E5492347 69.00 70.20 1.20 0.27
E5492348 70.20 71.70 1.50 0.06
E5492350 71.70 72.50 0.80 0.09
E5492351 72.50 73.80 1.30 0.03
E5492352 73.80 75.00 1.20 0.01
E5492353 75.00 76.50 1.50 0.04
E5492354 76.50 77.60 1.10 0.00
E5492355 77.60 78.50 0.90 0.20
E5492356 78.50 80.00 1.50 0.05
E5492357 80.00 81.00 1.00 0.03
E5492358 81.00 81.80 0.80 0.01
E5492360 81.80 83.30 1.50 0.19
E5492361 83.30 84.80 1.50 0.08
E5492362 84.80 86.30 1.50 0.02
E5492363 86.30 87.80 1.50 0.02
E5492364 87.80 89.30 1.50 0.01
E5492365 89.30 90.00 0.70 0.01
E5492366 90.00 91.50 1.50 0.01
E5492367 91.50 93.00 1.50 0.16
E5492368 93.00 94.50 1.50 0.08
E5492370 94.50 96.00 1.50 0.03
E5492371 96.00 97.00 1.00 0.03
E5492372 97.00 97.60 0.60 0.01
E5492373 97.60 98.20 0.60 0.05
E5492374 98.20 99.70 1.50 0.01
E5492375 99.70 101.20 1.50 0.03
E5492376 101.20 102.00 0.80 0.01
E5492377 102.00 102.80 0.80 0.00
E5492378 102.80 104.00 1.20 0.01
E5492380 104.00 105.50 1.50 0.01
E5492381 105.50 107.00 1.50 0.47
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Hole Number: HP13-019                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5492382 107.00 108.50 1.50 0.13
E5492383 108.50 110.00 1.50 0.03
E5492384 110.00 110.80 0.80 0.20
E5492385 110.80 111.40 0.60 0.75
E5492386 111.40 112.90 1.50 0.03
E5492387 112.90 114.40 1.50 0.07
E5492388 114.40 115.90 1.50 0.01
E5492390 115.90 116.80 0.90 0.01
E5492391 116.80 117.40 0.60 0.12
E5492392 117.40 118.30 0.90 0.08
E5492393 118.30 119.50 1.20 0.12
E5492394 119.50 120.70 1.20 0.59
E5492395 120.70 122.20 1.50 0.39
E5492396 122.20 123.70 1.50 0.01
E5492437 123.70 124.80 1.10 0.01
E5492397 124.80 125.60 0.80 0.01
E5492398 125.60 126.90 1.30 0.01

126.90 138.80 ISO, SYENITIC INTRUSIVE E5492400 126.90 128.00 1.10 0.01
E5492401 128.00 128.50 0.50 0.02
E5492402 128.50 130.00 1.50 0.01
E5492403 130.00 131.50 1.50 0.05
E5492404 131.50 133.00 1.50 0.17
E5492405 133.00 134.30 1.30 0.10
E5492406 134.30 135.80 1.50 0.04
E5492407 135.80 137.30 1.50 0.05
E5492408 137.30 138.80 1.50 0.17

HORNEBLENDE SYENITE- unit is predominantly dark green with areas of patchy
light green and transitioninginto darker red for lower half of syenite unit. Minor
massive mafic unit is dark green in coulour with patchy red. Moderate chlorite
alteration at top half of unit transitioning into strong pervasive hematite
alteration in lower half. mm scale carbonate stringers occur throughout oth
syenite and minor mafic units. very fine grained to fine grained pyrite occurs
along fractures. Major syenite unit is non-magnetic, minor mafic unit is moderatly
magnetic. Rock is very hard.

138.80 150.00 ISO, SYENITIC INTRUSIVE E5492410 138.80 139.20 0.40 0.48
E5492411 139.20 139.90 0.70 0.32
E5492412 139.90 141.40 1.50 0.52
E5492413 141.40 142.90 1.50 0.04
E5492414 142.90 144.40 1.50 0.13
E5492415 144.40 145.90 1.50 0.34
E5492416 145.90 146.80 0.90 0.10
E5492417 146.80 147.50 0.70 0.09
E5492418 147.50 149.00 1.50 0.06
E5492420 149.00 150.00 1.00 0.50

SYENITE- Rock is predominantly red in colour with sections of green. Unit is fine
to medium grained. Unit is divided into epidote altered sections and hematite
altered sections. mm scale carbonate stringers occur throughout unit. vfg to fg
disseminated pyrite occurs along fractures. Unit is non-magnetic and very hard.

150.00 153.10 ACG, GREEN CARBONATE ALTERED ROCK E5492421 150.00 151.50 1.50 0.74
E5492422 151.50 152.50 1.00 0.62
E5492423 152.50 153.10 0.60 0.58

Unit is greenish grey in colour which patchy dark green sections. Unit is fine to
medium grained. Unit is strongly and pervasively albite altered with small
patches of weak chlorite alteration. small mm scale carbonate stringers and
veinlets occur throughout unit. vfg disseminated to fg blebby pyrite occurs
throughout and is fracture controlled. Unit is non-magnetic and moderately hard.
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Hole Number: HP13-019                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

153.10 264.00 VUO, ULTRAMAFIC VOLCANIC E5492424 153.10 153.60 0.50 0.82
E5492425 153.60 155.10 1.50 0.19
E5492426 155.10 156.60 1.50 0.04
E5492427 156.60 158.10 1.50 0.04
E5492428 158.10 159.60 1.50 0.07
E5492429 159.60 160.60 1.00 0.03
E5492430 160.60 161.40 0.80 0.02
E5492431 161.40 162.90 1.50 0.02
E5492432 162.90 164.40 1.50 0.06
E5492433 164.40 165.90 1.50 0.04
E5492434 165.90 167.10 1.20 0.04
E5492435 167.10 168.60 1.50 0.41

Unit is dark green in colour with patchy white and a red section. Unit is fine to
medium grained. Strong chlorite and talc alteration occur throughout with a
strongly hematized section in the middle. mm scale carbonate stringers occur
throughout ultramafic unit. vfg disseminated to fg blebby pyrite occur throughout
unit with a section with 2-4% blebby pyrite from 153.1-153.6 m. rock is
nonmagnetic and soft. EOH @ 264m

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492288 6.00 7.50 0.0243
E5492289 7.50 9.00 0.0750
E5492290 9.00 10.50 0.0360
E5492291 10.50 12.00 0.0610
E5492292 12.00 12.70 1.1000
E5492293 12.70 13.50 2.3800
E5492294 13.50 14.50 3.4200
E5492295 14.50 15.30 2.7400
E5492296 15.30 16.70 0.0420
E5492297 16.70 17.20 0.8750
E5492298 17.20 18.00 0.0130
E5492300 18.00 19.50 0.0950
E5492301 19.50 21.00 0.0670
E5492302 21.00 22.40 0.3700
E5492303 22.40 23.90 0.3080
E5492304 23.90 25.40 0.0820
E5492305 25.40 26.90 0.0840
E5492306 26.90 28.40 0.0950
E5492307 28.40 29.20 0.0470
E5492308 29.20 30.00 0.0340
E5492310 30.00 31.50 0.0320
E5492311 31.50 33.00 0.0990
E5492312 33.00 34.50 0.0090
E5492313 34.50 35.20 0.1480
E5492314 35.20 35.70 0.4460
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492315 35.70 36.30 0.0140
E5492316 36.30 37.50 0.0240
E5492317 37.50 39.70 0.0070
E5492318 39.70 40.50 0.0290
E5492320 40.50 41.50 0.4030
E5492321 41.50 42.80 0.2650
E5492322 42.80 44.20 0.1940
E5492323 44.20 45.60 0.0190
E5492324 45.60 47.00 0.0140
E5492325 47.00 47.70 0.0195
E5492326 47.70 48.90 0.0350
E5492327 48.90 49.90 0.0430
E5492328 49.90 50.80 0.0210
E5492330 50.80 51.60 0.0260
E5492331 51.60 52.40 0.0370
E5492332 52.40 53.00 0.1310
E5492333 53.00 53.90 1.8700
E5492334 53.90 54.60 0.1740
E5492335 54.60 55.30 2.8800
E5492336 55.30 56.40 0.3170
E5492337 56.40 57.50 0.0960
E5492436 57.50 59.00 0.0380
E5492338 59.00 60.00 0.0290
E5492340 60.00 60.80 0.0110
E5492341 60.80 62.30 0.0210
E5492342 62.30 63.80 4.8300
E5492343 63.80 65.30 0.1440
E5492344 65.30 66.80 0.7730
E5492345 66.80 67.60 0.0840
E5492346 67.60 69.00 0.1950
E5492347 69.00 70.20 0.2710
E5492348 70.20 71.70 0.0550
E5492350 71.70 72.50 0.0945
E5492351 72.50 73.80 0.0320
E5492352 73.80 75.00 0.0080
E5492353 75.00 76.50 0.0430
E5492354 76.50 77.60 0.0030
E5492355 77.60 78.50 0.2010
E5492356 78.50 80.00 0.0500
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492357 80.00 81.00 0.0260
E5492358 81.00 81.80 0.0050
E5492360 81.80 83.30 0.1870
E5492361 83.30 84.80 0.0760
E5492362 84.80 86.30 0.0170
E5492363 86.30 87.80 0.0220
E5492364 87.80 89.30 0.0140
E5492365 89.30 90.00 0.0100
E5492366 90.00 91.50 0.0080
E5492367 91.50 93.00 0.1570
E5492368 93.00 94.50 0.0827
E5492370 94.50 96.00 0.0250
E5492371 96.00 97.00 0.0280
E5492372 97.00 97.60 0.0080
E5492373 97.60 98.20 0.0460
E5492374 98.20 99.70 0.0070
E5492375 99.70 101.20 0.0260
E5492376 101.20 102.00 0.0060
E5492377 102.00 102.80 0.0040
E5492378 102.80 104.00 0.0100
E5492380 104.00 105.50 0.0074
E5492381 105.50 107.00 0.4740
E5492382 107.00 108.50 0.1330
E5492383 108.50 110.00 0.0260
E5492384 110.00 110.80 0.1990
E5492385 110.80 111.40 0.7500
E5492386 111.40 112.90 0.0260
E5492387 112.90 114.40 0.0670
E5492388 114.40 115.90 0.0100
E5492390 115.90 116.80 0.0100
E5492391 116.80 117.40 0.1150
E5492392 117.40 118.30 0.0770
E5492393 118.30 119.50 0.1175
E5492394 119.50 120.70 0.5930
E5492395 120.70 122.20 0.3890
E5492396 122.20 123.70 0.0120
E5492437 123.70 124.80 0.0130
E5492397 124.80 125.60 0.0050
E5492398 125.60 126.90 0.0050
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5492400 126.90 128.00 0.0080
E5492401 128.00 128.50 0.0190
E5492402 128.50 130.00 0.0110
E5492403 130.00 131.50 0.0490
E5492404 131.50 133.00 0.1730
E5492405 133.00 134.30 0.0990
E5492406 134.30 135.80 0.0440
E5492407 135.80 137.30 0.0500
E5492408 137.30 138.80 0.1730
E5492410 138.80 139.20 0.4760
E5492411 139.20 139.90 0.3230
E5492412 139.90 141.40 0.5230
E5492413 141.40 142.90 0.0390
E5492414 142.90 144.40 0.1260
E5492415 144.40 145.90 0.3440
E5492416 145.90 146.80 0.1000
E5492417 146.80 147.50 0.0940
E5492418 147.50 149.00 0.0590
E5492420 149.00 150.00 0.5000
E5492421 150.00 151.50 0.7430
E5492422 151.50 152.50 0.6200
E5492423 152.50 153.10 0.5830
E5492424 153.10 153.60 0.8200
E5492425 153.60 155.10 0.1880
E5492426 155.10 156.60 0.0380
E5492427 156.60 158.10 0.0365
E5492428 158.10 159.60 0.0660
E5492429 159.60 160.60 0.0280
E5492430 160.60 161.40 0.0180
E5492431 161.40 162.90 0.0160
E5492432 162.90 164.40 0.0640
E5492433 164.40 165.90 0.0350
E5492434 165.90 167.10 0.0410
E5492435 167.10 168.60 0.4100
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD83 5371200.000000 553080.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-020              DDH

Hislop Township

YES L26039

DECIMAL METRIC

212.00 -65.00

pperlock/courtland

Garant

0 357.00

Completed: Apr 25, 2013Start Date: Apr 22, 2013

Entered On: Apr 23, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-020                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD83 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371200.00 North: Collar Az:

Location: Hislop Township East: 553080.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Apr 22, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Apr 25, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-65.00

212.00

357.00

0.00

357.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first good reading 39.00 MAG field=5771211.40 211.40-63.50 -63.50EZ Shot OK EZ Shot OK

90.00 MAG field=5480 141.00 MAG field=5684211.60 219.20-63.30 -63.40EZ Shot OK EZ Shot OK

192.00 MAG field=5440; Mag ~low, suspect Az off 243.00 MAG field=5502215.40 220.70-63.40 -62.50EZ Shot DO EZ Shot OK

294.00 MAG field=5512225.30 -62.50 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 18.00 HPO, OVERBURDEN
Overburden up to 18m. ~1m of rubble and solid core <20cm.
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Hole Number: HP13-020                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

18.00 143.00 VMM, MAFIC VOLCANIC MASSIVE E5511060 18.00 19.50 1.50 0.00
E5511061 19.50 21.00 1.50 0.05
E5511062 21.00 22.50 1.50 0.04
E5511063 22.50 24.00 1.50 0.23
E5511064 24.00 25.50 1.50 0.01
E5511065 25.50 27.00 1.50 0.43
E5511066 27.00 28.50 1.50 0.17
E5511067 28.50 30.00 1.50 0.01
E5511068 30.00 31.50 1.50 0.00
E5511070 31.50 33.00 1.50 0.04
E5511071 33.00 34.50 1.50 0.01
E5511072 34.50 36.00 1.50 0.13
E5511073 36.00 37.50 1.50 0.03
E5511074 37.50 39.00 1.50 0.06
E5511075 39.00 40.10 1.10 0.03
E5511076 40.10 40.70 0.60 0.06
E5511077 40.70 42.00 1.30 1.77
E5511078 42.00 42.50 0.50 2.54
E5511080 42.50 44.00 1.50 0.01
E5511081 44.00 45.00 1.00 0.03
E5511082 45.00 45.30 0.30 0.14
E5511083 45.30 46.60 1.30 0.01
E5511084 46.60 48.00 1.40 0.01
E5511085 48.00 48.60 0.60 0.00
E5511086 48.60 49.70 1.10 0.00
E5511087 49.70 51.00 1.30 0.00
E5511088 51.00 52.10 1.10 0.01
E5511090 52.10 53.40 1.30 0.03
E5511091 53.40 54.60 1.20 0.00
E5511092 54.60 55.80 1.20 0.00
E5511093 55.80 57.00 1.20 0.00
E5511094 101.10 102.60 1.50 0.00
E5511095 102.60 103.50 0.90 0.00
E5511096 103.50 104.20 0.70 0.06
E5511097 104.20 105.00 0.80 0.19
E5511098 105.00 106.10 1.10 0.55
E5511100 106.10 107.00 0.90 0.00
E5511101 107.00 108.00 1.00 0.00
E5511102 108.00 109.50 1.50 0.00
E5511103 109.50 110.70 1.20 0.03
E5511104 110.70 111.60 0.90 0.15
E5511105 111.60 112.50 0.90 0.06
E5511106 112.50 114.00 1.50 0.04

The rock is fine grained/aphanitic and is dark grey with a green tint.  In general,
the rock is fairly unaltered with minor amounts of patchy weak to moderate
hematite, weak to very weak bleaching, weak sericite and weak leucoxene.
Pyrite ranges from vfg-fg fracture controlled, fracture filling, blebby and
disseminated and concentrations range from trace to 2% throughout.  Veining
primarily consists of moderate to high concentrations of CAR stringers and
fracture fillings with minor amounts of small veinlets.  There are a few small ISO
intrusions/veinlets throughout.  Patches of weak brecciation.  The rock is hard
and magnetic.
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Hole Number: HP13-020                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5511107 114.00 115.50 1.50 0.06
E5511108 115.50 116.50 1.00 0.00
E5511110 116.50 117.60 1.10 0.02
E5511111 117.60 118.50 0.90 0.01
E5511112 118.50 120.00 1.50 0.00
E5511113 120.00 121.30 1.30 0.03
E5511114 121.30 121.90 0.60 0.22
E5511115 121.90 123.00 1.10 0.00
E5511116 123.00 124.50 1.50 0.03
E5511117 124.50 126.00 1.50 0.03
E5511118 126.00 127.50 1.50 0.01
E5511120 127.50 129.00 1.50 0.01
E5511121 129.00 130.50 1.50 0.00
E5511122 130.50 132.00 1.50 0.00
E5511123 132.00 132.70 0.70 0.00
E5511124 132.70 133.50 0.80 0.00
E5511125 133.50 135.00 1.50 0.00
E5511126 135.00 136.50 1.50 0.00
E5511127 136.50 137.50 1.00 0.00
E5511128 137.50 139.00 1.50 0.00
E5511130 139.00 140.50 1.50 0.02
E5511131 140.50 141.00 0.50 0.00
E5511132 141.00 142.50 1.50 0.01
E5511133 142.50 143.00 0.50 0.01
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Hole Number: HP13-020                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

143.00 204.90 VMM, MAFIC VOLCANIC MASSIVE E5511134 143.00 144.50 1.50 1.04
E5511135 144.50 145.80 1.30 0.85
E5511136 145.80 146.80 1.00 0.38
E5511137 146.80 147.40 0.60 0.17
E5511138 147.40 148.90 1.50 0.53
E5511140 148.90 150.00 1.10 0.41
E5511141 150.00 151.50 1.50 0.05
E5511142 151.50 152.80 1.30 0.13
E5511143 152.80 153.30 0.50 0.08
E5511144 153.30 154.50 1.20 0.53
E5511145 154.50 155.20 0.70 0.36
E5511146 155.20 156.00 0.80 0.21
E5511147 156.00 157.00 1.00 0.09
E5511148 157.00 158.50 1.50 0.02
E5511150 158.50 160.00 1.50 0.01
E5511151 160.00 160.90 0.90 0.01
E5511152 160.90 162.00 1.10 0.03
E5511153 162.00 163.20 1.20 0.21
E5511154 163.20 164.00 0.80 0.66
E5511155 164.00 165.30 1.30 0.13
E5511156 165.30 165.90 0.60 0.61
E5511157 165.90 167.00 1.10 0.17
E5511158 167.00 168.00 1.00 0.66
E5511160 168.00 168.90 0.90 0.46
E5511161 168.90 170.00 1.10 0.96
E5511162 170.00 171.30 1.30 0.69
E5511163 171.30 172.80 1.50 0.22
E5511164 172.80 174.10 1.30 0.01
E5511165 174.10 175.50 1.40 0.06
E5511166 175.50 177.00 1.50 0.10
E5511167 177.00 178.50 1.50 0.00
E5511168 178.50 180.00 1.50 0.00
E5511170 180.00 181.50 1.50 0.42
E5511171 181.50 182.80 1.30 0.02
E5511172 182.80 183.30 0.50 0.04
E5511173 183.30 183.80 0.50 0.76
E5511174 183.80 185.20 1.40 1.05
E5511175 185.20 186.00 0.80 4.89
E5511176 186.00 187.20 1.20 1.60
E5511177 187.20 187.70 0.50 1.33
E5511178 187.70 189.00 1.30 1.37
E5511180 189.00 189.60 0.60 0.73
E5511181 189.60 191.00 1.40 0.17

HEMATITE/ALBITE ALTERED VMM- The rock is fine grained/aphanitic and is dark
grey with a green tint with sections of red and light grey.  This rock has strong
hematite alteread sections as well as strong pervasive bleched sections. The
hematite alteration becoms stronger and more predominant down unit.  Pyrite
ranges from vfg-fg fracture controlled, fracture filling, blebby and disseminated
and concentrations range from trace to 2% throughout with smaller sections up
to 4% Pyrite.  Veining primarily consists of moderate to high concentrations of
CAR stringers and fracture fillings with minor amounts of small veinlets.  There
are a few small ISO intrusions/veinlets near end of unit. The rock is hard and is
weakly magnetic with sections that are strongly magnetic.
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Hole Number: HP13-020                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5511182 191.00 192.00 1.00 0.10
E5511183 192.00 193.50 1.50 0.05
E5511184 193.50 195.00 1.50 0.03
E5511185 195.00 195.70 0.70 0.03
E5511186 195.70 197.10 1.40 0.04
E5511187 197.10 198.00 0.90 0.13
E5511188 198.00 199.50 1.50 0.26
E5511190 199.50 201.00 1.50 1.48
E5511191 201.00 201.50 0.50 2.35
E5511192 201.50 203.00 1.50 0.61
E5511193 203.00 204.50 1.50 0.10
E5511194 204.50 204.90 0.40 0.04
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Hole Number: HP13-020                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

204.90 313.60 ISO, SYENITIC INTRUSIVE E5511195 204.90 205.40 0.50 0.02
E5511196 205.40 206.50 1.10 0.11
E5511197 206.50 207.00 0.50 0.02
E5511198 207.00 208.50 1.50 0.04
E5511200 208.50 210.00 1.50 0.07
E5511201 210.00 210.50 0.50 0.03
E5511202 210.50 211.30 0.80 0.03
E5511203 211.30 212.50 1.20 0.04
E5511204 212.50 213.00 0.50 0.01
E5511205 213.00 213.70 0.70 0.01
E5511206 213.70 214.70 1.00 0.01
E5511207 214.70 215.50 0.80 0.01
E5511208 215.50 217.00 1.50 0.01
E5511210 217.00 218.00 1.00 0.02
E5511211 218.00 219.00 1.00 0.01
E5511212 219.00 220.50 1.50 0.02
E5511213 220.50 221.00 0.50 0.03
E5511214 221.00 221.90 0.90 0.11
E5511215 221.90 222.50 0.60 0.07
E5511216 222.50 223.50 1.00 0.04
E5511217 223.50 225.00 1.50 0.19
E5511218 225.00 226.50 1.50 0.03
E5511220 226.50 227.90 1.40 0.02
E5511221 227.90 228.40 0.50 0.02
E5511222 228.40 228.90 0.50 0.02
E5511223 228.90 230.40 1.50 0.03
E5511224 230.40 231.20 0.80 0.07
E5511225 231.20 232.20 1.00 0.02
E5511226 232.20 233.30 1.10 0.03
E5511227 233.30 234.80 1.50 0.01
E5511228 234.80 235.80 1.00 0.01
E5511230 235.80 236.40 0.60 0.01
E5511231 236.40 237.40 1.00 0.04
E5511232 237.40 238.00 0.60 0.02
E5511233 238.00 239.10 1.10 0.08
E5511234 239.10 240.00 0.90 0.01
E5511235 240.00 241.00 1.00 0.01
E5511236 241.00 242.50 1.50 0.02
E5511237 242.50 244.00 1.50 0.02
E5511238 244.00 244.50 0.50 0.02
E5511240 244.50 245.40 0.90 0.03
E5511241 245.40 246.00 0.60 0.03
E5511242 246.00 246.50 0.50 0.03

The rock is fine-medium grained and is light pink with sections of light grey and
light green.  This rock has moderately hematite alteread sections as well as
moderately pervasive bleached sections. Pyrite ranges from vfg-fg fracture
controlled, fracture filling, blebby and disseminated and concentrations range
from trace to 3% throughout.  Veining primarily consists of moderate to high
concentrations of CAR stringers and fracture fillings with minor amounts of small
veinlets.  There are two sections within syenite unit which are faulted. The rock
is hard and nonmagnetic with small sections which are weakly magnetic.
Intervals of Interest
288.5-298 m: section of core has moderate pervasive bleaching and weak patchy
epidote alteration. 0.5-1% CAR stringers+veinlets. increase in pyrite within this
section to 2-3% and up to 4% locally.
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Hole Number: HP13-020                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5511243 246.50 247.70 1.20 0.03
E5511244 247.70 248.30 0.60 0.04
E5511245 248.30 249.70 1.40 0.02
E5511246 249.70 250.60 0.90 0.03
E5511247 250.60 251.30 0.70 0.02
E5511248 251.30 252.20 0.90 0.02
E5511250 252.20 253.00 0.80 0.08
E5511251 253.00 254.50 1.50 0.04
E5511252 254.50 256.00 1.50 0.04
E5511253 256.00 257.50 1.50 0.03
E5511254 257.50 258.10 0.60 0.02
E5511255 258.10 259.50 1.40 0.02
E5511256 259.50 260.40 0.90 0.01
E5511257 260.40 261.00 0.60 0.01
E5511258 261.00 262.50 1.50 0.01
E5511260 262.50 264.00 1.50 0.02
E5511261 264.00 265.50 1.50 0.02
E5511262 265.50 267.00 1.50 0.02
E5511263 267.00 268.50 1.50 0.07
E5511264 268.50 270.00 1.50 0.16
E5511265 270.00 270.90 0.90 0.06
E5511266 270.90 272.40 1.50 0.07
E5511267 272.40 273.90 1.50 0.02
E5511268 273.90 274.40 0.50 0.07
E5511270 274.40 275.20 0.80 0.04
E5511271 275.20 276.00 0.80 0.01
E5511272 276.00 277.50 1.50 0.01
E5511273 277.50 279.00 1.50 0.01
E5511274 279.00 280.50 1.50 0.03
E5511275 280.50 282.00 1.50 0.02
E5511276 282.00 283.50 1.50 0.02
E5511277 283.50 285.00 1.50 0.02
E5511278 285.00 286.50 1.50 0.02
E5511280 286.50 288.00 1.50 0.03
E5511281 288.00 288.50 0.50 0.03
E5511282 288.50 290.00 1.50 0.04
E5511283 290.00 291.50 1.50 0.03
E5511284 291.50 293.00 1.50 0.00
E5511285 293.00 294.50 1.50 0.02
E5511286 294.50 296.00 1.50 0.01
E5511287 296.00 297.50 1.50 0.01
E5511288 297.50 299.00 1.50 0.03
E5511290 299.00 300.50 1.50 0.05
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Hole Number: HP13-020                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5511291 300.50 301.50 1.00 0.05
E5511292 301.50 303.00 1.50 0.03
E5511293 303.00 304.50 1.50 0.02
E5511294 304.50 306.00 1.50 0.04
E5511295 306.00 307.50 1.50 0.05
E5511296 307.50 309.00 1.50 0.02
E5511297 309.00 310.50 1.50 0.07
E5511298 310.50 311.30 0.80 0.02
E5511300 311.30 312.80 1.50 0.04
E5511301 312.80 313.60 0.80 0.04
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Hole Number: HP13-020                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

313.60 357.00 VUO, ULTRAMAFIC VOLCANIC E5511302 313.60 314.10 0.50 0.03
E5511303 314.10 315.30 1.20 0.03
E5511304 315.30 316.10 0.80 0.02
E5511305 316.10 317.60 1.50 0.07
E5511306 317.60 319.10 1.50 0.14
E5511307 319.10 320.60 1.50 0.17
E5511308 320.60 322.10 1.50 0.04
E5511310 322.10 323.10 1.00 0.22
E5511311 323.10 323.70 0.60 1.12
E5511312 323.70 324.50 0.80 0.09
E5511313 324.50 326.00 1.50 0.01
E5511314 326.00 327.00 1.00 0.03
E5511315 327.00 328.40 1.40 0.03
E5511316 328.40 329.90 1.50 0.04
E5511317 329.90 331.40 1.50 0.03
E5511318 331.40 332.70 1.30 0.01
E5511320 332.70 334.00 1.30 0.01
E5511321 334.00 335.50 1.50 0.02
E5511322 335.50 337.00 1.50 0.01
E5511323 337.00 338.50 1.50 0.00
E5511324 338.50 340.00 1.50 0.03
E5511325 340.00 341.50 1.50 0.00
E5511326 341.50 343.00 1.50 0.00
E5511327 343.00 344.00 1.00 0.00
E5511328 344.00 345.50 1.50 0.00
E5511330 345.50 347.00 1.50 0.02
E5511331 347.00 348.00 1.00 0.00
E5511332 348.00 348.60 0.60 0.00
E5511333 348.60 350.10 1.50 0.00
E5511334 350.10 351.00 0.90 0.00
E5511335 351.00 352.50 1.50 0.01
E5511336 352.50 354.00 1.50 0.01
E5511337 354.00 355.50 1.50 0.01
E5511338 355.50 356.40 0.90 0.01
E5511339 356.40 357.00 0.60 0.00

Unit is dark green in colour with patchy white. Unit is fine to medium grained.
Weak patchy bleaching and weak patchy epidote alteraton occur throughout unit
with strong hematite alteration associated with minor syenite units at end of
hole. mm scale carbonate stringers occur throughout ultramafic unit with a
higher amount of veining at start of unit. 1-2% very fine grained disseminated to
fine grained blebby pyrite occur throughout unit with a section with3-4% very
fine grained isseminated and fine grained blebby pyrite from 315.3-316.1 m.
Rock is nonmagnetic with very weakly magnetic sections and moderately hard.
EOH 357 m.

Intervals of interest:
315.3-316.1 m: weak patchy bleaching and weak patchy chlorite alteration. no
significant veining, increase of pyrite, 3-4% very fine graineddisseminated to fg
blebby pyrite.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511060 18.00 19.50 0.0025
E5511061 19.50 21.00 0.0510
E5511062 21.00 22.50 0.0380
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Hole Number: HP13-020                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511063 22.50 24.00 0.2300
E5511064 24.00 25.50 0.0090
E5511065 25.50 27.00 0.4300
E5511066 27.00 28.50 0.1660
E5511067 28.50 30.00 0.0110
E5511068 30.00 31.50 0.0040
E5511070 31.50 33.00 0.0370
E5511071 33.00 34.50 0.0080
E5511072 34.50 36.00 0.1265
E5511073 36.00 37.50 0.0330
E5511074 37.50 39.00 0.0570
E5511075 39.00 40.10 0.0330
E5511076 40.10 40.70 0.0620
E5511077 40.70 42.00 1.7700
E5511078 42.00 42.50 2.5400
E5511080 42.50 44.00 0.0090
E5511081 44.00 45.00 0.0300
E5511082 45.00 45.30 0.1440
E5511083 45.30 46.60 0.0085
E5511084 46.60 48.00 0.0120
E5511085 48.00 48.60 0.0010
E5511086 48.60 49.70 0.0020
E5511087 49.70 51.00 0.0005
E5511088 51.00 52.10 0.0110
E5511090 52.10 53.40 0.0320
E5511091 53.40 54.60 0.0020
E5511092 54.60 55.80 0.0005
E5511093 55.80 57.00 0.0030
E5511094 101.10 102.60 0.0040
E5511095 102.60 103.50 0.0020
E5511096 103.50 104.20 0.0640
E5511097 104.20 105.00 0.1850
E5511098 105.00 106.10 0.5460
E5511100 106.10 107.00 0.0010
E5511101 107.00 108.00 0.0040
E5511102 108.00 109.50 0.0020
E5511103 109.50 110.70 0.0320
E5511104 110.70 111.60 0.1480
E5511105 111.60 112.50 0.0600
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Hole Number: HP13-020                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511106 112.50 114.00 0.0400
E5511107 114.00 115.50 0.0640
E5511108 115.50 116.50 0.0040
E5511110 116.50 117.60 0.0170
E5511111 117.60 118.50 0.0080
E5511112 118.50 120.00 0.0020
E5511113 120.00 121.30 0.0310
E5511114 121.30 121.90 0.2220
E5511115 121.90 123.00 0.0030
E5511116 123.00 124.50 0.0300
E5511117 124.50 126.00 0.0250
E5511118 126.00 127.50 0.0120
E5511120 127.50 129.00 0.0140
E5511121 129.00 130.50 0.0030
E5511122 130.50 132.00 0.0030
E5511123 132.00 132.70 0.0010
E5511124 132.70 133.50 0.0010
E5511125 133.50 135.00 0.0020
E5511126 135.00 136.50 0.0040
E5511127 136.50 137.50 0.0020
E5511128 137.50 139.00 0.0020
E5511130 139.00 140.50 0.0190
E5511131 140.50 141.00 0.0030
E5511132 141.00 142.50 0.0050
E5511133 142.50 143.00 0.0110
E5511134 143.00 144.50 1.0445
E5511135 144.50 145.80 0.8500
E5511136 145.80 146.80 0.3790
E5511137 146.80 147.40 0.1720
E5511138 147.40 148.90 0.5250
E5511140 148.90 150.00 0.4120
E5511141 150.00 151.50 0.0490
E5511142 151.50 152.80 0.1310
E5511143 152.80 153.30 0.0790
E5511144 153.30 154.50 0.5275
E5511145 154.50 155.20 0.3580
E5511146 155.20 156.00 0.2090
E5511147 156.00 157.00 0.0890
E5511148 157.00 158.50 0.0160
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Hole Number: HP13-020                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511150 158.50 160.00 0.0080
E5511151 160.00 160.90 0.0100
E5511152 160.90 162.00 0.0320
E5511153 162.00 163.20 0.2140
E5511154 163.20 164.00 0.6560
E5511155 164.00 165.30 0.1320
E5511156 165.30 165.90 0.6105
E5511157 165.90 167.00 0.1710
E5511158 167.00 168.00 0.6630
E5511160 168.00 168.90 0.4590
E5511161 168.90 170.00 0.9570
E5511162 170.00 171.30 0.6880
E5511163 171.30 172.80 0.2180
E5511164 172.80 174.10 0.0110
E5511165 174.10 175.50 0.0620
E5511166 175.50 177.00 0.0990
E5511167 177.00 178.50 0.0030
E5511168 178.50 180.00 0.0020
E5511170 180.00 181.50 0.4230
E5511171 181.50 182.80 0.0200
E5511172 182.80 183.30 0.0400
E5511173 183.30 183.80 0.7640
E5511174 183.80 185.20 1.0500
E5511175 185.20 186.00 4.8900
E5511176 186.00 187.20 1.6000
E5511177 187.20 187.70 1.3300
E5511178 187.70 189.00 1.3700
E5511180 189.00 189.60 0.7300
E5511181 189.60 191.00 0.1695
E5511182 191.00 192.00 0.0970
E5511183 192.00 193.50 0.0500
E5511184 193.50 195.00 0.0250
E5511185 195.00 195.70 0.0280
E5511186 195.70 197.10 0.0420
E5511187 197.10 198.00 0.1290
E5511188 198.00 199.50 0.2580
E5511190 199.50 201.00 1.4800
E5511191 201.00 201.50 2.3500
E5511192 201.50 203.00 0.6060
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Hole Number: HP13-020                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511193 203.00 204.50 0.0950
E5511194 204.50 204.90 0.0393
E5511195 204.90 205.40 0.0240
E5511196 205.40 206.50 0.1130
E5511197 206.50 207.00 0.0190
E5511198 207.00 208.50 0.0430
E5511200 208.50 210.00 0.0720
E5511201 210.00 210.50 0.0270
E5511202 210.50 211.30 0.0250
E5511203 211.30 212.50 0.0420
E5511204 212.50 213.00 0.0145
E5511205 213.00 213.70 0.0140
E5511206 213.70 214.70 0.0070
E5511207 214.70 215.50 0.0120
E5511208 215.50 217.00 0.0140
E5511210 217.00 218.00 0.0160
E5511211 218.00 219.00 0.0130
E5511212 219.00 220.50 0.0190
E5511213 220.50 221.00 0.0260
E5511214 221.00 221.90 0.1130
E5511215 221.90 222.50 0.0740
E5511216 222.50 223.50 0.0426
E5511217 223.50 225.00 0.1890
E5511218 225.00 226.50 0.0290
E5511220 226.50 227.90 0.0190
E5511221 227.90 228.40 0.0150
E5511222 228.40 228.90 0.0160
E5511223 228.90 230.40 0.0260
E5511224 230.40 231.20 0.0730
E5511225 231.20 232.20 0.0190
E5511226 232.20 233.30 0.0280
E5511227 233.30 234.80 0.0060
E5511228 234.80 235.80 0.0140
E5511230 235.80 236.40 0.0070
E5511231 236.40 237.40 0.0390
E5511232 237.40 238.00 0.0210
E5511233 238.00 239.10 0.0830
E5511234 239.10 240.00 0.0100
E5511235 240.00 241.00 0.0130
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Hole Number: HP13-020                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511236 241.00 242.50 0.0190
E5511237 242.50 244.00 0.0150
E5511238 244.00 244.50 0.0220
E5511240 244.50 245.40 0.0290
E5511241 245.40 246.00 0.0275
E5511242 246.00 246.50 0.0300
E5511243 246.50 247.70 0.0280
E5511244 247.70 248.30 0.0350
E5511245 248.30 249.70 0.0170
E5511246 249.70 250.60 0.0260
E5511247 250.60 251.30 0.0170
E5511248 251.30 252.20 0.0200
E5511250 252.20 253.00 0.0800
E5511251 253.00 254.50 0.0440
E5511252 254.50 256.00 0.0380
E5511253 256.00 257.50 0.0340
E5511254 257.50 258.10 0.0175
E5511255 258.10 259.50 0.0170
E5511256 259.50 260.40 0.0140
E5511257 260.40 261.00 0.0120
E5511258 261.00 262.50 0.0107
E5511260 262.50 264.00 0.0180
E5511261 264.00 265.50 0.0230
E5511262 265.50 267.00 0.0230
E5511263 267.00 268.50 0.0660
E5511264 268.50 270.00 0.1640
E5511265 270.00 270.90 0.0630
E5511266 270.90 272.40 0.0710
E5511267 272.40 273.90 0.0180
E5511268 273.90 274.40 0.0690
E5511270 274.40 275.20 0.0350
E5511271 275.20 276.00 0.0130
E5511272 276.00 277.50 0.0100
E5511273 277.50 279.00 0.0120
E5511274 279.00 280.50 0.0280
E5511275 280.50 282.00 0.0200
E5511276 282.00 283.50 0.0180
E5511277 283.50 285.00 0.0220
E5511278 285.00 286.50 0.0150
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Hole Number: HP13-020                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511280 286.50 288.00 0.0270
E5511281 288.00 288.50 0.0340
E5511282 288.50 290.00 0.0360
E5511283 290.00 291.50 0.0265
E5511284 291.50 293.00 0.0040
E5511285 293.00 294.50 0.0150
E5511286 294.50 296.00 0.0100
E5511287 296.00 297.50 0.0130
E5511288 297.50 299.00 0.0280
E5511290 299.00 300.50 0.0490
E5511291 300.50 301.50 0.0500
E5511292 301.50 303.00 0.0250
E5511293 303.00 304.50 0.0210
E5511294 304.50 306.00 0.0410
E5511295 306.00 307.50 0.0450
E5511296 307.50 309.00 0.0220
E5511297 309.00 310.50 0.0650
E5511298 310.50 311.30 0.0180
E5511300 311.30 312.80 0.0370
E5511301 312.80 313.60 0.0420
E5511302 313.60 314.10 0.0265
E5511303 314.10 315.30 0.0260
E5511304 315.30 316.10 0.0220
E5511305 316.10 317.60 0.0740
E5511306 317.60 319.10 0.1400
E5511307 319.10 320.60 0.1650
E5511308 320.60 322.10 0.0420
E5511310 322.10 323.10 0.2210
E5511311 323.10 323.70 1.1200
E5511312 323.70 324.50 0.0940
E5511313 324.50 326.00 0.0100
E5511314 326.00 327.00 0.0340
E5511315 327.00 328.40 0.0310
E5511316 328.40 329.90 0.0430
E5511317 329.90 331.40 0.0300
E5511318 331.40 332.70 0.0100
E5511320 332.70 334.00 0.0135
E5511321 334.00 335.50 0.0180
E5511322 335.50 337.00 0.0100
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Hole Number: HP13-020                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511323 337.00 338.50 0.0040
E5511324 338.50 340.00 0.0260
E5511325 340.00 341.50 0.0020
E5511326 341.50 343.00 0.0020
E5511327 343.00 344.00 0.0020
E5511328 344.00 345.50 0.0030
E5511330 345.50 347.00 0.0230
E5511331 347.00 348.00 0.0040
E5511332 348.00 348.60 0.0010
E5511333 348.60 350.10 0.0037
E5511334 350.10 351.00 0.0030
E5511335 351.00 352.50 0.0060
E5511336 352.50 354.00 0.0050
E5511337 354.00 355.50 0.0120
E5511338 355.50 356.40 0.0090
E5511339 356.40 357.00 0.0040
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371140.000000 552658.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-021              DDH

Hislop Township

YES L26540

DECIMAL METRIC

32.00 -55.00

pperlock

Garant

0 510.00

Completed: Apr 28, 2013Start Date: Apr 24, 2013

Entered On: Apr 26, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-021                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371140.00 North: Collar Az:

Location: Hislop Township East: 552658.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Apr 24, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Apr 28, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-55.00

32.00

510.00

0.00

510.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first good reading 33.00 mag field=564730.40 30.40-54.20 -54.20EZ Shot OK EZ Shot OK

102.00 mag field=5601 156.00 mag field=556734.60 36.60-52.20 -51.20EZ Shot OK EZ Shot OK

201.00 mag field=5536 252.00 mag field=550943.60 45.30-51.20 -50.90EZ Shot OK EZ Shot OK

306.00 mag field=5532 350.00 mag field=554444.00 46.30-49.40 -49.10EZ Shot OK EZ Shot OK

402.00 mag field=5755 450.00 mag field=5946; Mag too high, suspect Az off55.60 54.50-48.40 -47.40EZ Shot OK EZ Shot DO

510.00 mag field=556848.30 -46.70 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 12.00 HPO, OVERBURDEN
Casing up to 12m.  ~1m of core recovered - solid core to rubble.

12.00 115.60 VUO, ULTRAMAFIC VOLCANIC
Rock is dark grey to black with strong pervasive chlorite throughout.  Other
patchy alterations include moderate fuchsite, weak sericite and weak talc.  Trace
amounts of fg disseminated pyrite throughout.  Veining consists of high
concentrations of high angle CAR veinlets.  At the beginning of the interval there
are small (5-20cm) ISO intrusions altered pervasively by strong hematite.  Two
intervals of faulting are present.  The rock is soft and strongly magnetic.

115.60 165.50 IPF, FELDSPAR PORPYRY
The rock is fine to medium grained and is light pink in color.  The unit is fairly
unaltered with weak patches of bleaching and weak patches of silicification.
Trace fg fracture filling pyrite throughout.  Veining consists of low concentrations
of high angle QTZ/CAR veinlets and CAR stringers.  The rock is hard and
non-magnetic.
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Hole Number: HP13-021                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

165.50 217.00 VUO, ULTRAMAFIC VOLCANIC E5489979 214.00 215.50 1.50 0.05
E5489980 215.50 217.00 1.50 0.03Distinct UC 50-60 deg TCA. Rock is dark grey to black with strong pervasive

chlorite alterations.  Other patchy alterations include weak to strong talc, weak
sericite and glaucophane.  Trace fg disseminated pyrite throughout.  Veining
consists of low to moderate concentrations of CAR veinlets.  The rock is soft.
The rock is soft and is moderately magnetic.

Minor intervals in the fault zone:
211-211.5m, 215.2-215.5m: ISO. Distinct UC 80-90 deg TCA. Weak pervasive
hematite, moderate patchy bleaching, 0.5-1% vfg fracture controlled PY, 1-2%
CAR veinlets.

217.00 232.50 VUO, ULTRAMAFIC VOLCANIC E5489981 217.00 217.70 0.70 0.51
E5489982 217.70 219.00 1.30 0.98
E5489983 219.00 220.50 1.50 0.83
E5489984 220.50 222.00 1.50 1.48
E5489985 222.00 222.40 0.40 0.63
E5489986 222.40 223.60 1.20 1.38
E5489987 223.60 224.40 0.80 1.84
E5489988 224.40 225.00 0.60 0.89
E5489990 225.00 225.40 0.40 0.65
E5489991 225.40 226.00 0.60 1.82
E5489992 226.00 227.00 1.00 0.78
E5489993 227.00 228.00 1.00 0.63
E5489994 228.00 228.80 0.80 0.57
E5489995 228.80 229.90 1.10 0.26
E5489996 229.90 231.30 1.40 0.25
E5489997 231.30 231.90 0.60 1.41
E5489998 231.90 232.50 0.60 0.51

The rock is medium to dark grey.  Patchy alterations include moderate sericite,
moderate carbonate, moderate hematite and strong chlorite.  High
concentrations of vfg and fg disseminated and fracture filling pyrite is present
throughout the unit.  High concentrations of high angle CAR veinlets and fracture
fillings as well as minor amounts of QTZ/CAR veinlets.  After 227m there is
strong brecciation for the rest of the unit.  The rock is moderately soft and is
non-magnetic.
The entire interval is of interest.
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Hole Number: HP13-021                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

232.50 368.00 ISO, SYENITIC INTRUSIVE E5490000 232.50 233.20 0.70 0.74
E5490001 233.20 233.80 0.60 0.25
E5490002 233.80 234.90 1.10 0.06
E5490003 234.90 235.50 0.60 0.06
E5490004 235.50 236.30 0.80 0.28
E5490005 236.30 237.10 0.80 0.18
E5490006 237.10 238.50 1.40 0.40
E5490007 238.50 240.00 1.50 0.37
E5490008 240.00 241.50 1.50 0.11
E5490010 241.50 243.00 1.50 0.20
E5490011 243.00 244.50 1.50 0.12
E5490012 244.50 246.00 1.50 0.15
E5490013 246.00 247.50 1.50 0.19
E5490014 247.50 249.00 1.50 0.12
E5490015 249.00 250.00 1.00 0.10
E5490016 250.00 250.90 0.90 0.18
E5490017 250.90 251.20 0.30 0.35
E5490018 251.20 252.70 1.50 0.50
E5490020 252.70 254.20 1.50 0.33
E5490021 254.20 255.30 1.10 1.50
E5490022 255.30 256.30 1.00 0.77
E5490023 256.30 257.00 0.70 0.09
E5490024 257.00 258.00 1.00 0.07
E5490025 258.00 259.50 1.50 0.05
E5490026 259.50 261.00 1.50 0.04
E5490027 261.00 262.00 1.00 0.06
E5490028 262.00 263.00 1.00 0.10
E5490030 263.00 263.60 0.60 0.20
E5490031 263.60 264.00 0.40 3.75
E5490032 264.00 265.50 1.50 0.22
E5490033 265.50 267.00 1.50 0.03
E5490034 267.00 268.50 1.50 0.10
E5490035 268.50 270.00 1.50 0.06
E5490036 270.00 271.50 1.50 0.03
E5490037 271.50 273.00 1.50 0.04
E5490038 273.00 274.50 1.50 0.17
E5490039 274.50 276.00 1.50 0.73
E5490040 276.00 277.50 1.50 0.08
E5490042 277.50 279.00 1.50 0.04
E5490043 279.00 280.50 1.50 0.08
E5490044 280.50 281.30 0.80 0.06
E5490045 281.30 282.80 1.50 0.15
E5490046 282.80 284.30 1.50 0.30

Distinct UC 80-90 deg TCA.  The rock ranges from fine to coarse grained and is
deep to light purple in color.  Patchy weak to strong albite is present throughout.
Other patchy alterations include, weak to strong epidote, weak to strong
hematite and weak to moderate silicification.  The coarser grained, more albitic
syenite at the top of the unit has moderate amounts of fg fracture filling pyrite.
The finer grained syenite deeper in the hole is more altered by hematite and
epidote and has tr-1%pyrite.  Veining consists of low concentrations of CAR and
QTZ/CAR veinlets and stringers.  Patches of weak to moderate brecciation are
present.  The rock is hard and non-magnetic.
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Hole Number: HP13-021                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5490047 284.30 285.00 0.70 0.04
E5490048 285.00 286.00 1.00 0.06
E5490050 286.00 287.00 1.00 0.29
E5490051 287.00 288.00 1.00 0.32
E5490052 288.00 289.50 1.50 0.09
E5490053 289.50 291.00 1.50 0.03
E5490054 291.00 292.10 1.10 0.41
E5490055 292.10 293.20 1.10 0.62
E5490056 293.20 294.00 0.80 0.10
E5490057 294.00 295.50 1.50 0.03
E5490058 295.50 297.00 1.50 0.04
E5513060 297.00 298.40 1.40 0.04
E5513061 298.40 299.80 1.40 0.02
E5513062 299.80 300.70 0.90 0.05
E5513063 300.70 301.70 1.00 0.06
E5513064 301.70 302.40 0.70 0.08
E5513065 302.40 303.70 1.30 0.06
E5513066 303.70 305.00 1.30 0.27
E5513067 305.00 306.30 1.30 0.82
E5513068 306.30 307.00 0.70 0.13
E5513070 307.00 308.50 1.50 0.18
E5513071 308.50 310.00 1.50 0.14
E5513072 310.00 311.50 1.50 0.38
E5513073 311.50 313.00 1.50 0.41
E5513074 313.00 314.50 1.50 0.12
E5513075 314.50 316.00 1.50 0.55
E5513076 316.00 317.50 1.50 0.17
E5513077 317.50 319.00 1.50 1.23
E5513078 319.00 320.50 1.50 0.25
E5513080 320.50 321.30 0.80 0.34
E5513081 321.30 322.10 0.80 0.31
E5513082 322.10 323.60 1.50 0.14
E5513083 323.60 325.10 1.50 0.25
E5513084 325.10 325.80 0.70 0.30
E5513085 325.80 326.90 1.10 0.26
E5513086 326.90 327.40 0.50 0.03
E5513087 327.40 328.50 1.10 0.11
E5513088 328.50 330.00 1.50 0.27
E5513090 330.00 331.50 1.50 0.18
E5513091 331.50 333.00 1.50 0.24
E5513092 333.00 334.50 1.50 0.15
E5513093 334.50 336.00 1.50 0.89
E5513094 336.00 337.00 1.00 6.24
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Hole Number: HP13-021                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5513095 337.00 338.00 1.00 7.84
E5513096 338.00 339.00 1.00 0.91
E5513097 339.00 340.50 1.50 0.17
E5513098 340.50 342.00 1.50 0.01
E5513100 342.00 343.50 1.50 0.02
E5513101 343.50 345.00 1.50 0.01
E5513102 345.00 346.50 1.50 0.00
E5513103 346.50 348.00 1.50 0.02
E5513104 348.00 349.50 1.50 0.09
E5513105 349.50 351.00 1.50 0.12
E5513106 351.00 352.50 1.50 0.08
E5513107 352.50 354.00 1.50 0.01
E5513108 354.00 355.50 1.50 0.00
E5513110 355.50 357.00 1.50 0.02
E5513111 357.00 358.10 1.10 0.00
E5513112 358.10 359.20 1.10 0.07
E5513113 359.20 360.60 1.40 0.21
E5513114 360.60 362.10 1.50 0.08
E5513115 362.10 363.60 1.50 0.12
E5513116 363.60 365.00 1.40 0.07
E5513117 365.00 366.50 1.50 0.02
E5513118 366.50 368.00 1.50 0.04

368.00 381.40 VMX, MAFIC BRECCIA E5513120 368.00 368.70 0.70 0.16
E5513121 368.70 369.10 0.40 0.32
E5513122 369.10 370.10 1.00 0.16
E5513123 370.10 371.30 1.20 0.75
E5513124 371.30 372.00 0.70 0.49
E5513125 372.00 373.50 1.50 0.07
E5513126 373.50 374.90 1.40 0.46
E5513127 374.90 376.20 1.30 1.40
E5513128 376.20 377.30 1.10 0.27
E5513129 377.30 378.40 1.10 0.80
E5513131 378.40 379.30 0.90 0.78
E5513132 379.30 380.20 0.90 0.33
E5513133 380.20 381.40 1.20 0.05

Distinct UC 30-50 deg TCA. Rock is fine grained/aphanitic and is medium grey in
color.  Patchy alterations include strong bleaching, and weak hematite.  Pyrite is
mostly vfg disseminated and concentrations are moderate to high.  Veining
consists of 1-2% CAR veinlets and stringers.  There is weak to moderate
brecciation throughout.  The rock is hard and non-magnetic.
Entire Interval is of Interest.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

381.40 448.50 VMM, MAFIC VOLCANIC MASSIVE E5513134 381.40 382.30 0.90 0.28
E5513135 382.30 383.20 0.90 0.12
E5513136 383.20 384.00 0.80 0.03
E5513137 384.00 385.50 1.50 0.07
E5513138 385.50 386.70 1.20 0.12
E5513140 386.70 388.20 1.50 0.08
E5513141 388.20 389.60 1.40 0.04
E5513142 389.60 390.60 1.00 0.49
E5513143 390.60 391.70 1.10 0.01
E5513144 391.70 393.00 1.30 0.17
E5513145 393.00 394.00 1.00 0.03
E5513146 394.00 395.00 1.00 0.16
E5513147 395.00 395.40 0.40 0.74
E5513148 395.40 396.00 0.60 0.59
E5513150 396.00 397.00 1.00 0.17
E5513151 397.00 397.80 0.80 0.06
E5513152 397.80 399.00 1.20 0.31
E5513153 399.00 400.00 1.00 0.36
E5513154 400.00 401.00 1.00 0.77
E5513155 401.00 402.50 1.50 0.42
E5513156 402.50 404.00 1.50 0.19
E5513157 404.00 405.50 1.50 0.14
E5513158 405.50 406.30 0.80 0.17
E5513160 406.30 407.00 0.70 0.08
E5513161 407.00 408.30 1.30 1.33
E5513162 408.30 409.50 1.20 0.05
E5513163 409.50 410.40 0.90 0.81
E5513164 410.40 411.50 1.10 0.03
E5513165 411.50 412.50 1.00 0.02
E5513166 412.50 414.00 1.50 0.03
E5513167 414.00 415.50 1.50 0.06
E5513168 415.50 417.00 1.50 0.03
E5513170 417.00 418.50 1.50 0.02
E5513171 418.50 420.00 1.50 0.79
E5513172 420.00 421.40 1.40 0.03
E5513173 421.40 422.30 0.90 0.03
E5513174 422.30 423.30 1.00 1.39
E5513175 423.30 424.30 1.00 0.16
E5513176 424.30 425.80 1.50 0.09
E5513177 425.80 427.30 1.50 0.12
E5513178 427.30 428.80 1.50 0.40
E5513180 428.80 430.30 1.50 0.08
E5513181 430.30 431.50 1.20 0.17

The rock is fine grained/aphanitic and is dark grey in color.  Patchy alterations
include weak to moderate hematite and weak to moderate bleaching.  Pyrite
concentrations tend to be moderate where there is bleaching and is very fine
grained and fracture controlled.  The rest of the interval has trace to 0.5%
pyrite.  Veining consists of low concentrations of CAR veinlets, stringers and
fracture fillings with very minor amounts of QTZ/CAR veinlets.   The rock is hard
and is strongly magnetic.
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Hole Number: HP13-021                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5513182 431.50 432.50 1.00 1.36
E5513183 432.50 433.50 1.00 0.42
E5513184 433.50 435.00 1.50 0.64
E5513185 435.00 436.50 1.50 0.10
E5513186 436.50 438.00 1.50 0.05
E5513187 438.00 439.50 1.50 0.58
E5513188 439.50 441.00 1.50 0.32
E5513190 441.00 442.50 1.50 0.17
E5513191 442.50 444.00 1.50 0.12
E5513192 444.00 445.50 1.50 0.24
E5513193 445.50 447.00 1.50 0.33
E5513194 447.00 448.50 1.50 0.18

448.50 510.00 VMM, MAFIC VOLCANIC MASSIVE E5513195 448.50 450.00 1.50 0.05
The rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include a mixture of sericite and epidote, weak hematite and weak
leucoxene.  Trace amounts of fg fracture filling pyrite are present.  Veining
consists of 1-3% CAR veinlets, stringers and fracture fillings.  The rock is hard
and magnetism ranges from weak to strong.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5489979 214.00 215.50 0.0473
E5489980 215.50 217.00 0.0250
E5489981 217.00 217.70 0.5060
E5489982 217.70 219.00 0.9830
E5489983 219.00 220.50 0.8250
E5489984 220.50 222.00 1.4800
E5489985 222.00 222.40 0.6260
E5489986 222.40 223.60 1.3800
E5489987 223.60 224.40 1.8400
E5489988 224.40 225.00 0.8860
E5489990 225.00 225.40 0.6490
E5489991 225.40 226.00 1.8200
E5489992 226.00 227.00 0.7755
E5489993 227.00 228.00 0.6270
E5489994 228.00 228.80 0.5690
E5489995 228.80 229.90 0.2600
E5489996 229.90 231.30 0.2460
E5489997 231.30 231.90 1.4100
E5489998 231.90 232.50 0.5050
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Hole Number: HP13-021                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5490000 232.50 233.20 0.7380
E5490001 233.20 233.80 0.2470
E5490002 233.80 234.90 0.0640
E5490003 234.90 235.50 0.0570
E5490004 235.50 236.30 0.2770
E5490005 236.30 237.10 0.1770
E5490006 237.10 238.50 0.3970
E5490007 238.50 240.00 0.3740
E5490008 240.00 241.50 0.1140
E5490010 241.50 243.00 0.1950
E5490011 243.00 244.50 0.1170
E5490012 244.50 246.00 0.1500
E5490013 246.00 247.50 0.1880
E5490014 247.50 249.00 0.1160
E5490015 249.00 250.00 0.1020
E5490016 250.00 250.90 0.1750
E5490017 250.90 251.20 0.3460
E5490018 251.20 252.70 0.4960
E5490020 252.70 254.20 0.3280
E5490021 254.20 255.30 1.5000
E5490022 255.30 256.30 0.7680
E5490023 256.30 257.00 0.0930
E5490024 257.00 258.00 0.0700
E5490025 258.00 259.50 0.0510
E5490026 259.50 261.00 0.0440
E5490027 261.00 262.00 0.0620
E5490028 262.00 263.00 0.0990
E5490030 263.00 263.60 0.2000
E5490031 263.60 264.00 3.7500
E5490032 264.00 265.50 0.2150
E5490033 265.50 267.00 0.0330
E5490034 267.00 268.50 0.0980
E5490035 268.50 270.00 0.0570
E5490036 270.00 271.50 0.0260
E5490037 271.50 273.00 0.0400
E5490038 273.00 274.50 0.1720
E5490039 274.50 276.00 0.7290
E5490040 276.00 277.50 0.0810
E5490042 277.50 279.00 0.0410
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Hole Number: HP13-021                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5490043 279.00 280.50 0.0840
E5490044 280.50 281.30 0.0570
E5490045 281.30 282.80 0.1520
E5490046 282.80 284.30 0.3020
E5490047 284.30 285.00 0.0410
E5490048 285.00 286.00 0.0590
E5490050 286.00 287.00 0.2920
E5490051 287.00 288.00 0.3245
E5490052 288.00 289.50 0.0870
E5490053 289.50 291.00 0.0290
E5490054 291.00 292.10 0.4050
E5490055 292.10 293.20 0.6170
E5490056 293.20 294.00 0.0970
E5490057 294.00 295.50 0.0340
E5490058 295.50 297.00 0.0420
E5513060 297.00 298.40 0.0360
E5513061 298.40 299.80 0.0230
E5513062 299.80 300.70 0.0520
E5513063 300.70 301.70 0.0640
E5513064 301.70 302.40 0.0810
E5513065 302.40 303.70 0.0640
E5513066 303.70 305.00 0.2660
E5513067 305.00 306.30 0.8150
E5513068 306.30 307.00 0.1260
E5513070 307.00 308.50 0.1790
E5513071 308.50 310.00 0.1420
E5513072 310.00 311.50 0.3770
E5513073 311.50 313.00 0.4110
E5513074 313.00 314.50 0.1210
E5513075 314.50 316.00 0.5490
E5513076 316.00 317.50 0.1660
E5513077 317.50 319.00 1.2300
E5513078 319.00 320.50 0.2460
E5513080 320.50 321.30 0.3350
E5513081 321.30 322.10 0.3100
E5513082 322.10 323.60 0.1350
E5513083 323.60 325.10 0.2480
E5513084 325.10 325.80 0.3010
E5513085 325.80 326.90 0.2550
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Hole Number: HP13-021                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513086 326.90 327.40 0.0280
E5513087 327.40 328.50 0.1090
E5513088 328.50 330.00 0.2650
E5513090 330.00 331.50 0.1800
E5513091 331.50 333.00 0.2400
E5513092 333.00 334.50 0.1520
E5513093 334.50 336.00 0.8940
E5513094 336.00 337.00 6.2400
E5513095 337.00 338.00 7.8400
E5513096 338.00 339.00 0.9120
E5513097 339.00 340.50 0.1680
E5513098 340.50 342.00 0.0120
E5513100 342.00 343.50 0.0170
E5513101 343.50 345.00 0.0050
E5513102 345.00 346.50 0.0040
E5513103 346.50 348.00 0.0160
E5513104 348.00 349.50 0.0930
E5513105 349.50 351.00 0.1210
E5513106 351.00 352.50 0.0750
E5513107 352.50 354.00 0.0070
E5513108 354.00 355.50 0.0030
E5513110 355.50 357.00 0.0160
E5513111 357.00 358.10 0.0040
E5513112 358.10 359.20 0.0650
E5513113 359.20 360.60 0.2110
E5513114 360.60 362.10 0.0820
E5513115 362.10 363.60 0.1150
E5513116 363.60 365.00 0.0740
E5513117 365.00 366.50 0.0160
E5513118 366.50 368.00 0.0439
E5513120 368.00 368.70 0.1570
E5513121 368.70 369.10 0.3240
E5513122 369.10 370.10 0.1560
E5513123 370.10 371.30 0.7540
E5513124 371.30 372.00 0.4900
E5513125 372.00 373.50 0.0700
E5513126 373.50 374.90 0.4570
E5513127 374.90 376.20 1.4000
E5513128 376.20 377.30 0.2690
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Hole Number: HP13-021                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513129 377.30 378.40 0.7980
E5513131 378.40 379.30 0.7785
E5513132 379.30 380.20 0.3280
E5513133 380.20 381.40 0.0520
E5513134 381.40 382.30 0.2790
E5513135 382.30 383.20 0.1200
E5513136 383.20 384.00 0.0310
E5513137 384.00 385.50 0.0700
E5513138 385.50 386.70 0.1150
E5513140 386.70 388.20 0.0780
E5513141 388.20 389.60 0.0420
E5513142 389.60 390.60 0.4940
E5513143 390.60 391.70 0.0110
E5513144 391.70 393.00 0.1740
E5513145 393.00 394.00 0.0300
E5513146 394.00 395.00 0.1605
E5513147 395.00 395.40 0.7360
E5513148 395.40 396.00 0.5940
E5513150 396.00 397.00 0.1660
E5513151 397.00 397.80 0.0580
E5513152 397.80 399.00 0.3080
E5513153 399.00 400.00 0.3570
E5513154 400.00 401.00 0.7700
E5513155 401.00 402.50 0.4240
E5513156 402.50 404.00 0.1860
E5513157 404.00 405.50 0.1380
E5513158 405.50 406.30 0.1670
E5513160 406.30 407.00 0.0755
E5513161 407.00 408.30 1.3300
E5513162 408.30 409.50 0.0530
E5513163 409.50 410.40 0.8080
E5513164 410.40 411.50 0.0250
E5513165 411.50 412.50 0.0190
E5513166 412.50 414.00 0.0260
E5513167 414.00 415.50 0.0560
E5513168 415.50 417.00 0.0270
E5513170 417.00 418.50 0.0190
E5513171 418.50 420.00 0.7860
E5513172 420.00 421.40 0.0330
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Hole Number: HP13-021                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513173 421.40 422.30 0.0300
E5513174 422.30 423.30 1.3900
E5513175 423.30 424.30 0.1550
E5513176 424.30 425.80 0.0900
E5513177 425.80 427.30 0.1240
E5513178 427.30 428.80 0.3960
E5513180 428.80 430.30 0.0820
E5513181 430.30 431.50 0.1680
E5513182 431.50 432.50 1.3600
E5513183 432.50 433.50 0.4200
E5513184 433.50 435.00 0.6360
E5513185 435.00 436.50 0.1006
E5513186 436.50 438.00 0.0470
E5513187 438.00 439.50 0.5750
E5513188 439.50 441.00 0.3230
E5513190 441.00 442.50 0.1690
E5513191 442.50 444.00 0.1230
E5513192 444.00 445.50 0.2370
E5513193 445.50 447.00 0.3340
E5513194 447.00 448.50 0.1760
E5513195 448.50 450.00 0.0480



Dec 12, 2013
Page 1 of 1

GRAPHIC SUMMARY REPORT

0

19.00
HPO

19.00

175.30
VMM

175.30

253.00
ISO

253.00

351.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371200.000000 553080.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:
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Hislop Township

YES L26039

DECIMAL METRIC
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Garant

0 351.00

Completed: Apr 28, 2013Start Date: Apr 25, 2013

Entered On: Apr 26, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-022                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371200.00 North: Collar Az:

Location: Hislop Township East: 553080.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Apr 25, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Apr 28, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

351.00

0.00

351.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first good reading 39.00 Mag Field= 5475211.00 211.00-54.30 -54.30EZ Shot OK EZ Shot OK

90.00 Mag Field= 5561 141.00 Mag Field= 5513208.00 215.50-54.20 -54.40EZ Shot OK EZ Shot OK

194.00 Mag Field= 5493 243.00 Mag Field= 5496218.50 219.60-54.10 -53.60EZ Shot OK EZ Shot OK

294.00 Mag Field= 5558 345.00 Mag Field= 5542222.40 222.50-54.30 -54.60EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 19.00 HPO, OVERBURDEN
Overburden up to 18m. ~1.5m of rubble and solid core <20cm.
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Hole Number: HP13-022                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

19.00 175.30 VMM, MAFIC VOLCANIC MASSIVE E5511340 24.50 25.80 1.30 0.03
E5511341 25.80 26.80 1.00 0.08
E5511342 26.80 27.80 1.00 11.00
E5511343 27.80 29.80 2.00 0.01
E5511344 68.20 69.20 1.00 0.09
E5511345 69.20 70.70 1.50 0.67
E5511346 70.70 71.60 0.90 0.18
E5511347 71.60 72.20 0.60 1.17
E5511348 72.20 73.20 1.00 0.21
E5511350 73.20 74.50 1.30 0.06
E5511351 74.50 75.00 0.50 0.25
E5511352 98.70 99.50 0.80 0.00
E5511353 99.50 100.50 1.00 0.12
E5511354 100.50 102.00 1.50 0.04
E5511355 102.00 103.50 1.50 0.01
E5511356 103.50 105.00 1.50 0.10
E5511357 105.00 106.00 1.00 0.00
E5511358 106.00 106.80 0.80 0.02
E5511360 106.80 108.00 1.20 0.05
E5511361 108.00 109.00 1.00 0.01
E5511362 109.00 110.00 1.00 0.07
E5511363 110.00 110.90 0.90 0.01
E5511364 110.90 112.40 1.50 0.01
E5511365 112.40 113.80 1.40 0.00
E5511366 113.80 115.30 1.50 0.14
E5511367 115.30 116.00 0.70 0.09
E5511368 116.00 117.50 1.50 0.00
E5511370 117.50 119.00 1.50 0.08
E5511371 119.00 120.50 1.50 0.00
E5511372 120.50 122.00 1.50 0.01
E5511373 122.00 123.50 1.50 0.07
E5511374 123.50 124.60 1.10 0.02
E5511375 124.60 125.80 1.20 1.49
E5511376 125.80 127.30 1.50 0.28
E5511377 127.30 128.80 1.50 0.02
E5511378 128.80 130.30 1.50 0.02
E5511380 130.30 131.20 0.90 0.15
E5511381 131.20 132.20 1.00 1.24
E5511382 132.20 133.00 0.80 0.01
E5511383 133.00 134.50 1.50 0.01
E5511384 134.50 136.00 1.50 0.11
E5511385 136.00 136.70 0.70 0.02
E5511386 136.70 138.00 1.30 0.10

The rock is fine grained/aphanitic and is dark grey with a green tint changing to
patchy red down unit.  The rock is fairly unaltered near the top half of unit with
minor amounts of patchy weak to moderate hematite, and weak to very weak
bleaching. Hematite alteration becomes stronger down unit.  Pyrite ranges from
vfg-fg fracture controlled, fracture filling, blebby and disseminated and
concentrations range from trace to 2% throughout.  Veining primarily consists of
low concentrations of CAR stringers and fracture fillings with minor amounts of
small veinlets. There is evidence for possible pillows within this section of core.
The rock is hard and magnetic.
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Hole Number: HP13-022                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5511387 138.00 139.40 1.40 0.43
E5511388 139.40 139.90 0.50 0.19
E5511390 139.90 140.90 1.00 0.59
E5511391 140.90 142.40 1.50 2.92
E5511392 142.40 143.90 1.50 1.41
E5511393 143.90 144.60 0.70 0.04
E5511394 144.60 146.10 1.50 0.03
E5511395 146.10 147.00 0.90 0.08
E5511396 147.00 148.50 1.50 0.02
E5511397 148.50 150.00 1.50 0.01
E5511398 150.00 150.70 0.70 0.01
E5511400 150.70 151.60 0.90 0.93
E5511401 151.60 152.60 1.00 0.88
E5511402 152.60 153.80 1.20 0.88
E5511403 153.80 154.50 0.70 0.78
E5511404 154.50 156.00 1.50 0.31
E5511405 156.00 157.50 1.50 3.31
E5511406 157.50 158.90 1.40 0.34
E5511407 158.90 159.70 0.80 0.05
E5511408 159.70 161.50 1.80 0.03
E5511410 161.50 161.90 0.40 0.01
E5511411 161.90 163.40 1.50 0.01
E5511412 163.40 164.10 0.70 0.05
E5511413 164.10 165.00 0.90 0.03
E5511414 165.00 166.00 1.00 0.22
E5511415 166.00 167.00 1.00 0.01
E5511416 167.00 167.70 0.70 2.02
E5511417 167.70 169.20 1.50 0.03
E5511418 169.20 170.70 1.50 0.08
E5511420 170.70 172.00 1.30 0.26
E5511421 172.00 173.00 1.00 0.18
E5511422 173.00 173.80 0.80 0.03
E5511423 173.80 175.30 1.50 0.08
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Hole Number: HP13-022                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

175.30 253.00 ISO, SYENITIC INTRUSIVE E5511424 175.30 176.30 1.00 0.23
E5511425 176.30 177.10 0.80 0.14
E5511426 177.10 178.60 1.50 0.57
E5511427 178.60 179.80 1.20 0.30
E5511428 179.80 180.50 0.70 0.09
E5511430 180.50 182.00 1.50 0.20
E5511431 182.00 182.60 0.60 0.02
E5511432 182.60 184.10 1.50 0.02
E5511433 184.10 185.20 1.10 0.03
E5511434 185.20 186.70 1.50 0.01
E5511435 186.70 188.20 1.50 0.03
E5511436 188.20 189.50 1.30 0.03
E5511437 189.50 190.10 0.60 0.29
E5511438 190.10 191.00 0.90 0.15
E5511440 191.00 191.90 0.90 0.18
E5511441 191.90 193.40 1.50 0.02
E5511442 193.40 194.90 1.50 0.02
E5511443 194.90 196.00 1.10 0.01
E5511444 196.00 196.80 0.80 0.02
E5511445 196.80 198.10 1.30 0.10
E5511446 198.10 198.70 0.60 0.05
E5511447 198.70 200.20 1.50 0.06
E5511448 200.20 200.70 0.50 0.06
E5511450 200.70 201.90 1.20 0.07
E5511451 201.90 202.70 0.80 0.02
E5511452 202.70 203.50 0.80 0.02
E5511453 203.50 204.30 0.80 0.01
E5511454 204.30 205.00 0.70 0.03
E5511455 205.00 206.50 1.50 0.02
E5511456 206.50 208.00 1.50 0.04
E5511457 208.00 209.00 1.00 0.04
E5511458 209.00 209.70 0.70 0.02
E5511460 209.70 211.20 1.50 0.02
E5511461 211.20 212.70 1.50 0.01
E5511462 212.70 214.20 1.50 0.01
E5511463 214.20 215.70 1.50 0.01
E5511464 215.70 217.20 1.50 0.02
E5511465 217.20 218.00 0.80 0.02
E5511466 218.00 219.00 1.00 0.02
E5511467 219.00 220.00 1.00 0.04
E5511468 220.00 221.00 1.00 0.04
E5511470 221.00 222.00 1.00 0.02
E5511471 222.00 223.00 1.00 0.03

The rock is fine-medium grained and is light pink with sections of light grey and
light green. The firs 2-3 m of this unit is brecciated and strongly hematite
altered. This rock has moderately hematite alteread sections as well as
moderately pervasive bleached sections. Pyrite ranges from vfg-fg fracture
controlled, fracture filling, blebby and disseminated and concentrations range
from trace to 4% throughout.  Veining primarily consists of weak to moderate
concentrations of CAR stringers and fracture fillings with minor amounts of small
veinlets. The rock is hard and nonmagnetic with small sections which are weakly
magnetic.

Intervals of interest:
248.4-249.2 m: fine grained, moderately bleached with weak hematite alteration.
1-2% CAR stringers variable TCA, 2-4% vfg dissem pyrite.
249.2-253 m: Section is fine to medium grained and consists of moderate
bleaching to weak hematite alteration, 1-2% CAr stringersvariable TCA with
1-2% pyrite throughout and locally up to 3%.
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Hole Number: HP13-022                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5511472 223.00 223.80 0.80 0.03
E5511473 223.80 225.00 1.20 0.03
E5511474 225.00 225.80 0.80 0.02
E5511475 225.80 226.50 0.70 0.02
E5511476 226.50 227.50 1.00 0.03
E5511477 227.50 229.00 1.50 0.02
E5511478 229.00 229.50 0.50 0.03
E5511480 229.50 230.50 1.00 0.02
E5511481 230.50 232.00 1.50 0.01
E5511482 232.00 233.50 1.50 0.04
E5511483 233.50 234.10 0.60 0.07
E5511484 234.10 235.60 1.50 0.04
E5511485 235.60 237.00 1.40 0.06
E5511486 237.00 238.50 1.50 0.09
E5511487 238.50 240.00 1.50 0.13
E5511488 240.00 240.60 0.60 0.18
E5511490 240.60 241.60 1.00 0.39
E5511491 241.60 243.00 1.40 0.16
E5511492 243.00 244.20 1.20 0.17
E5511493 244.20 245.70 1.50 0.07
E5511494 245.70 247.20 1.50 0.11
E5511495 247.20 248.40 1.20 0.26
E5511496 248.40 249.20 0.80 1.36
E5511497 249.20 250.20 1.00 0.76
E5511498 250.20 251.70 1.50 0.23
E5511500 251.70 253.00 1.30 0.27
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Hole Number: HP13-022                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

253.00 351.00 VUO, ULTRAMAFIC VOLCANIC E5511501 253.00 254.50 1.50 3.56
E5511502 254.50 255.10 0.60 2.61
E5511503 255.10 256.10 1.00 0.20
E5511504 256.10 257.00 0.90 0.02
E5511505 257.00 258.40 1.40 0.91
E5511506 258.40 259.50 1.10 0.34
E5511507 259.50 261.00 1.50 0.13
E5511508 261.00 262.40 1.40 0.19
E5511510 262.40 263.90 1.50 0.12
E5511511 263.90 265.00 1.10 0.40
E5511512 265.00 265.90 0.90 0.16
E5511513 265.90 266.70 0.80 0.06
E5511514 266.70 267.70 1.00 0.69
E5511515 267.70 269.20 1.50 0.43
E5511516 269.20 270.70 1.50 0.29
E5511517 270.70 271.40 0.70 0.06
E5511518 292.50 293.90 1.40 0.00
E5511520 293.90 295.40 1.50 1.66
E5511521 295.40 296.00 0.60 2.04
E5511522 296.00 297.40 1.40 2.19
E5511523 297.40 298.40 1.00 0.03
E5511524 298.40 299.90 1.50 1.22
E5511525 299.90 300.60 0.70 0.79
E5511526 300.60 301.50 0.90 0.12
E5511527 301.50 302.30 0.80 0.04
E5511528 302.30 302.90 0.60 0.38
E5511530 302.90 304.00 1.10 0.02
E5511531 304.00 305.00 1.00 0.01

Unit is dark green in colour with patchy white. Unit is fine to medium grained.
Weak patchy bleaching and weak patchy hematite alteraton occur throughout
unit with strong hematite alteration associated with minor syenite unit at end of
hole. mm scale carbonate stringers occur throughout ultramafic unit. 1-2% very
fine grained disseminated to fine grained blebby pyrite occur throughout unit
.Rock is nonmagnetic with very weakly magnetic sections and moderately hard.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511340 24.50 25.80 0.0341
E5511341 25.80 26.80 0.0830
E5511342 26.80 27.80 11.0000
E5511343 27.80 29.80 0.0140
E5511344 68.20 69.20 0.0880
E5511345 69.20 70.70 0.6740
E5511346 70.70 71.60 0.1800
E5511347 71.60 72.20 1.1700
E5511348 72.20 73.20 0.2120
E5511350 73.20 74.50 0.0550
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Hole Number: HP13-022                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511351 74.50 75.00 0.2490
E5511352 98.70 99.50 0.0030
E5511353 99.50 100.50 0.1160
E5511354 100.50 102.00 0.0440
E5511355 102.00 103.50 0.0060
E5511356 103.50 105.00 0.0990
E5511357 105.00 106.00 0.0030
E5511358 106.00 106.80 0.0240
E5511360 106.80 108.00 0.0480
E5511361 108.00 109.00 0.0070
E5511362 109.00 110.00 0.0650
E5511363 110.00 110.90 0.0050
E5511364 110.90 112.40 0.0070
E5511365 112.40 113.80 0.0040
E5511366 113.80 115.30 0.1420
E5511367 115.30 116.00 0.0920
E5511368 116.00 117.50 0.0040
E5511370 117.50 119.00 0.0820
E5511371 119.00 120.50 0.0030
E5511372 120.50 122.00 0.0050
E5511373 122.00 123.50 0.0710
E5511374 123.50 124.60 0.0180
E5511375 124.60 125.80 1.4900
E5511376 125.80 127.30 0.2760
E5511377 127.30 128.80 0.0190
E5511378 128.80 130.30 0.0177
E5511380 130.30 131.20 0.1500
E5511381 131.20 132.20 1.2400
E5511382 132.20 133.00 0.0135
E5511383 133.00 134.50 0.0050
E5511384 134.50 136.00 0.1140
E5511385 136.00 136.70 0.0170
E5511386 136.70 138.00 0.1010
E5511387 138.00 139.40 0.4250
E5511388 139.40 139.90 0.1880
E5511390 139.90 140.90 0.5910
E5511391 140.90 142.40 2.9200
E5511392 142.40 143.90 1.4100
E5511393 143.90 144.60 0.0380
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Hole Number: HP13-022                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511394 144.60 146.10 0.0285
E5511395 146.10 147.00 0.0830
E5511396 147.00 148.50 0.0190
E5511397 148.50 150.00 0.0140
E5511398 150.00 150.70 0.0050
E5511400 150.70 151.60 0.9270
E5511401 151.60 152.60 0.8840
E5511402 152.60 153.80 0.8840
E5511403 153.80 154.50 0.7800
E5511404 154.50 156.00 0.3140
E5511405 156.00 157.50 3.3100
E5511406 157.50 158.90 0.3350
E5511407 158.90 159.70 0.0540
E5511408 159.70 161.50 0.0285
E5511410 161.50 161.90 0.0130
E5511411 161.90 163.40 0.0050
E5511412 163.40 164.10 0.0540
E5511413 164.10 165.00 0.0330
E5511414 165.00 166.00 0.2150
E5511415 166.00 167.00 0.0060
E5511416 167.00 167.70 2.0200
E5511417 167.70 169.20 0.0300
E5511418 169.20 170.70 0.0830
E5511420 170.70 172.00 0.2620
E5511421 172.00 173.00 0.1800
E5511422 173.00 173.80 0.0260
E5511423 173.80 175.30 0.0790
E5511424 175.30 176.30 0.2345
E5511425 176.30 177.10 0.1400
E5511426 177.10 178.60 0.5680
E5511427 178.60 179.80 0.2980
E5511428 179.80 180.50 0.0920
E5511430 180.50 182.00 0.2040
E5511431 182.00 182.60 0.0160
E5511432 182.60 184.10 0.0180
E5511433 184.10 185.20 0.0250
E5511434 185.20 186.70 0.0130
E5511435 186.70 188.20 0.0270
E5511436 188.20 189.50 0.0330
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Hole Number: HP13-022                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511437 189.50 190.10 0.2860
E5511438 190.10 191.00 0.1480
E5511440 191.00 191.90 0.1750
E5511441 191.90 193.40 0.0170
E5511442 193.40 194.90 0.0170
E5511443 194.90 196.00 0.0110
E5511444 196.00 196.80 0.0200
E5511445 196.80 198.10 0.1000
E5511446 198.10 198.70 0.0460
E5511447 198.70 200.20 0.0600
E5511448 200.20 200.70 0.0620
E5511450 200.70 201.90 0.0702
E5511451 201.90 202.70 0.0190
E5511452 202.70 203.50 0.0190
E5511453 203.50 204.30 0.0100
E5511454 204.30 205.00 0.0310
E5511455 205.00 206.50 0.0190
E5511456 206.50 208.00 0.0350
E5511457 208.00 209.00 0.0360
E5511458 209.00 209.70 0.0220
E5511460 209.70 211.20 0.0180
E5511461 211.20 212.70 0.0130
E5511462 212.70 214.20 0.0090
E5511463 214.20 215.70 0.0140
E5511464 215.70 217.20 0.0210
E5511465 217.20 218.00 0.0200
E5511466 218.00 219.00 0.0220
E5511467 219.00 220.00 0.0380
E5511468 220.00 221.00 0.0380
E5511470 221.00 222.00 0.0170
E5511471 222.00 223.00 0.0260
E5511472 223.00 223.80 0.0260
E5511473 223.80 225.00 0.0300
E5511474 225.00 225.80 0.0230
E5511475 225.80 226.50 0.0197
E5511476 226.50 227.50 0.0280
E5511477 227.50 229.00 0.0180
E5511478 229.00 229.50 0.0320
E5511480 229.50 230.50 0.0190
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Hole Number: HP13-022                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511481 230.50 232.00 0.0110
E5511482 232.00 233.50 0.0350
E5511483 233.50 234.10 0.0710
E5511484 234.10 235.60 0.0440
E5511485 235.60 237.00 0.0550
E5511486 237.00 238.50 0.0850
E5511487 238.50 240.00 0.1310
E5511488 240.00 240.60 0.1810
E5511490 240.60 241.60 0.3880
E5511491 241.60 243.00 0.1600
E5511492 243.00 244.20 0.1670
E5511493 244.20 245.70 0.0680
E5511494 245.70 247.20 0.1095
E5511495 247.20 248.40 0.2640
E5511496 248.40 249.20 1.3600
E5511497 249.20 250.20 0.7610
E5511498 250.20 251.70 0.2340
E5511500 251.70 253.00 0.2700
E5511501 253.00 254.50 3.5600
E5511502 254.50 255.10 2.6100
E5511503 255.10 256.10 0.2040
E5511504 256.10 257.00 0.0180
E5511505 257.00 258.40 0.9130
E5511506 258.40 259.50 0.3380
E5511507 259.50 261.00 0.1310
E5511508 261.00 262.40 0.1850
E5511510 262.40 263.90 0.1200
E5511511 263.90 265.00 0.3960
E5511512 265.00 265.90 0.1620
E5511513 265.90 266.70 0.0550
E5511514 266.70 267.70 0.6870
E5511515 267.70 269.20 0.4330
E5511516 269.20 270.70 0.2880
E5511517 270.70 271.40 0.0600
E5511518 292.50 293.90 0.0040
E5511520 293.90 295.40 1.6600
E5511521 295.40 296.00 2.0400
E5511522 296.00 297.40 2.1900
E5511523 297.40 298.40 0.0260
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511524 298.40 299.90 1.2200
E5511525 299.90 300.60 0.7900
E5511526 300.60 301.50 0.1190
E5511527 301.50 302.30 0.0350
E5511528 302.30 302.90 0.3780
E5511530 302.90 304.00 0.0170
E5511531 304.00 305.00 0.0080
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371140.000000 552658.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-023              DDH

Hislop Township

YES L26540

DECIMAL METRIC

32.00 -65.00

pperlock

Garant

2m of unrecoverable core between 270m and 273m.

0 528.00

Completed: May 07, 2013Start Date: Apr 28, 2013

Entered On: Apr 29, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-023                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371140.00 North: Collar Az:

Location: Hislop Township East: 552658.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Apr 28, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: May 07, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-65.00

32.00

528.00

0.00

528.00

Comments: 2m of unrecoverable core between 270m and 273m.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first good reading 39.00 mag field= 561530.40 30.40-64.40 -64.40EZ Shot OK EZ Shot OK

102.00 mag field= 5616 156.00 mag field= 558933.70 33.20-62.10 -62.10EZ Shot OK EZ Shot OK

207.00 mag field= 5614 258.00 mag field= 557038.40 36.80-61.60 -60.30EZ Shot OK EZ Shot OK

350.00 mag field= 5571 402.00 mag field= 553936.40 38.00-60.50 -60.40EZ Shot OK EZ Shot OK

453.00 mag field= 5392; Mag too low, suspect Az off 504.00 mag field= 555045.90 45.50-59.90 -60.30EZ Shot DO EZ Shot OK

528.00 mag field= 549039.00 -60.10 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 12.00 HPO, OVERBURDEN
Casing up to 12m.  ~30cm of rubble recovered.

12.00 18.70 IPF, FELDSPAR PORPYRY
Pervasively bleached, weak hematite.  Trace pyrite.  1% CAR veinlets.  The rock
is hard and non-magnetic.

18.70 59.00 VUO, ULTRAMAFIC VOLCANIC
FUCHSITE ALTERED ULTRAMAFICS:
The rock is bright green in color.  Moderate to strong fuchsite is present
throughout and ranges from patchy to pervasive.  Other patchy alterations
include moderate hematite and weak sericite.  Trace amounts of fg disseminated
pyrite throughout.  Moderate to high concentrations of QTZ/CAR and CAR
veinlets.  The rock is moderately soft and non-magnetic.

59.00 138.40 VUO, ULTRAMAFIC VOLCANIC
BLACK CHLORITE ALTERED ULTRAMAFICS:
The rock is dark grey to black with strong pervasive chlorite and weak to
moderate patchy talc throughout.  Minor amounts of glaucophane are present.
Trace amounts of fg blebby and disseminated pyrite throughout.  Veining
consists of high concentrations of CAR veinlets and fracture fillings.  The rock is
moderately soft and is strongly magnetic before faulting, non-magnetic after.
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Hole Number: HP13-023                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

138.40 202.10 IPF, FELDSPAR PORPYRY
Distinct UC 70-80 deg TCA.  Rock is fine to medium grained and is light to deep
pink in color.  Weak patchy bleaching occurs throughout.  Trace-0.5% fg fracture
filling pyrite throughout.  Veining consists of ~1-2% QTZ/CAR veinlets.  The rock
is hard and non-magnetic.

202.10 316.40 VUO, ULTRAMAFIC VOLCANIC E5513196 276.60 278.10 1.50 0.02
E5513197 278.10 279.60 1.50 0.02
E5513198 279.60 280.30 0.70 0.17
E5513199 280.30 281.80 1.50 0.02
E5513200 281.80 283.30 1.50 0.02
E5513201 313.50 315.00 1.50 0.02
E5513203 315.00 316.40 1.40 0.27

The rock is dark grey to black with strong pervasive chlorite and weak patchy
talc throughout.  Other patchy alterations include moderate hematite, weak
sericite and weak glaucophane.  Trace amounts of pyrite are found throughout
except for a high concentration of vfg disseminated over ~70cm.  Veining
concentrations are low to moderate and consist of CAR veinlets.  Faulting is
present throughout the entire interval.  The rock is soft and is strongly magnetic.

316.40 321.60 ISO, SYENITIC INTRUSIVE E5513204 316.40 317.10 0.70 1.36
E5513205 317.10 318.40 1.30 9.37
E5513206 318.40 319.50 1.10 1.88
E5513207 319.50 321.00 1.50 0.80
E5513208 321.00 321.60 0.60 0.27

BRECCIATED SYENITE:
Distinct UC 0-5 deg TCA.  The rock is fine grained and is medium grey with a
purple tint.  Silicification is strong and pervasive throughout.  Patchy alterations
include weak to moderate albite and weak sericite.  Pyrite is vfg and fg, mostly
fracture filling and concentrations range from trace to 3%.  Veining consists of
low to moderate concentrations of CAR veinlets and fracture fillings.  Strong
brecciation is present throughout.  The rock is hard and non-magnetic.
Entire interval is of interest.
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Hole Number: HP13-023                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

321.60 426.20 ISO, SYENITIC INTRUSIVE E5513209 321.60 323.10 1.50 0.04
E5513210 323.10 324.20 1.10 0.03
E5513211 324.20 325.20 1.00 0.05
E5513213 325.20 326.20 1.00 0.04
E5513214 326.20 327.70 1.50 0.06
E5513215 327.70 328.70 1.00 0.03
E5513216 328.70 329.50 0.80 0.03
E5513217 329.50 330.50 1.00 0.05
E5513218 330.50 331.50 1.00 0.07
E5513219 331.50 333.00 1.50 0.36
E5513220 333.00 334.50 1.50 0.06
E5513221 334.50 336.00 1.50 0.07
E5513223 336.00 337.50 1.50 0.03
E5513224 337.50 339.00 1.50 0.09
E5513225 339.00 340.50 1.50 0.02
E5513226 340.50 342.00 1.50 0.02
E5513227 342.00 342.60 0.60 0.01
E5513228 342.60 343.50 0.90 0.03
E5513229 343.50 345.00 1.50 0.03
E5513230 345.00 346.50 1.50 0.04
E5513231 346.50 348.00 1.50 0.02
E5513233 348.00 349.50 1.50 0.02
E5513234 349.50 351.00 1.50 0.05
E5513235 351.00 352.50 1.50 0.05
E5513236 352.50 354.00 1.50 0.03
E5513237 354.00 354.90 0.90 0.03
E5513238 354.90 355.80 0.90 0.09
E5513239 355.80 357.20 1.40 0.06
E5513240 357.20 358.60 1.40 0.10
E5513241 358.60 359.50 0.90 0.02
E5513243 359.50 360.40 0.90 0.07
E5513244 360.40 361.50 1.10 0.24
E5513245 361.50 363.00 1.50 0.06
E5513246 363.00 364.40 1.40 0.07
E5513247 364.40 365.90 1.50 0.06
E5513248 365.90 367.00 1.10 0.04
E5513249 367.00 368.30 1.30 0.04
E5513250 368.30 369.00 0.70 0.08
E5513251 369.00 369.90 0.90 0.03
E5513253 369.90 371.10 1.20 0.02
E5513254 371.10 372.40 1.30 0.08
E5513255 372.40 373.80 1.40 0.03
E5513256 373.80 374.90 1.10 0.07

DEEP PURPLE ALBITIC SYENITE:
Distinct UC 20-30 deg TCA. The rock ranges from fine to coarse grained and is
deep to light purple in color.  Patchy weak to strong albite is present throughout.
Other patchy alterations include, weak to strong epidote, weak to strong
hematite and weak to moderate silicification.  Pyrite consists of trace to 1%
throughout the syenite unit with sections up to 1-2% fg fracture controlled/filling.
Veining consists of low concentrations of CAR and QTZ/CAR veinlets and
stringers.  Patches of weak to moderate brecciation are present.  The rock is
hard and non-magnetic.



Page 4 of 9Dec 12, 2013 DETAILED LOG

Hole Number: HP13-023                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5513257 374.90 375.40 0.50 0.03
E5513258 375.40 376.00 0.60 0.06
E5513259 376.00 377.50 1.50 0.13
E5513260 377.50 379.00 1.50 0.08
E5513261 379.00 380.50 1.50 0.11
E5513263 380.50 382.00 1.50 0.02
E5513264 382.00 383.50 1.50 0.04
E5513265 383.50 384.50 1.00 0.04
E5513266 384.50 386.00 1.50 0.07
E5513267 386.00 387.50 1.50 0.09
E5513268 387.50 389.00 1.50 0.05
E5513269 389.00 390.50 1.50 0.01
E5513270 390.50 392.00 1.50 0.02
E5513271 392.00 393.50 1.50 0.03
E5513272 393.50 395.00 1.50 0.05
E5513274 395.00 396.50 1.50 0.09
E5513275 396.50 397.40 0.90 0.03
E5513276 397.40 398.90 1.50 0.03
E5513277 398.90 400.40 1.50 0.04
E5513278 400.40 401.90 1.50 0.04
E5513279 401.90 403.20 1.30 0.05
E5513280 403.20 404.00 0.80 0.10
E5513281 404.00 405.30 1.30 0.02
E5513282 405.30 406.80 1.50 0.03
E5513284 406.80 407.40 0.60 0.02
E5513285 407.40 408.00 0.60 0.01
E5513286 408.00 409.20 1.20 0.03
E5513287 409.20 410.00 0.80 0.04
E5513288 410.00 411.00 1.00 0.05
E5513289 411.00 412.20 1.20 0.03
E5513290 412.20 413.40 1.20 0.02
E5513291 413.40 414.90 1.50 0.02
E5513292 414.90 415.90 1.00 0.03
E5513294 415.90 417.40 1.50 0.02
E5513295 417.40 418.40 1.00 0.02
E5513296 418.40 419.10 0.70 0.03
E5513297 419.10 420.00 0.90 0.05
E5513298 420.00 421.50 1.50 0.02
E5513299 421.50 423.00 1.50 0.15
E5513300 423.00 423.80 0.80 0.07
E5513301 423.80 425.30 1.50 0.09
E5513303 425.30 426.20 0.90 0.10
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

426.20 528.00 VMM, MAFIC VOLCANIC MASSIVE E5513304 426.20 427.20 1.00 0.09
E5513305 427.20 428.60 1.40 0.22
E5513306 428.60 430.10 1.50 0.19
E5513307 430.10 431.60 1.50 0.43
E5513308 431.60 433.10 1.50 0.05
E5513309 433.10 434.60 1.50 0.04
E5513310 434.60 436.00 1.40 0.01
E5513311 436.00 436.60 0.60 0.05
E5513313 436.60 437.70 1.10 0.27
E5513314 437.70 438.80 1.10 0.28
E5513315 438.80 439.50 0.70 0.37
E5513316 439.50 440.50 1.00 0.16
E5513317 440.50 441.10 0.60 0.13
E5513318 441.10 442.60 1.50 0.18
E5513319 442.60 444.10 1.50 0.28
E5513320 469.70 471.20 1.50 0.05
E5513321 471.20 472.70 1.50 0.04
E5513322 472.70 474.20 1.50 0.64
E5513324 474.20 475.20 1.00 0.24
E5513325 475.20 476.20 1.00 0.08
E5513326 476.20 477.70 1.50 0.04
E5513327 477.70 479.20 1.50 0.56
E5513328 479.20 480.10 0.90 1.40
E5513329 480.10 481.00 0.90 0.09
E5513330 481.00 481.90 0.90 0.37
E5513331 481.90 483.20 1.30 0.90
E5513333 483.20 484.70 1.50 0.37
E5513334 484.70 486.20 1.50 0.02
E5513335 486.20 487.60 1.40 0.27
E5513336 487.60 489.00 1.40 1.05
E5513337 489.00 490.50 1.50 0.07
E5513338 490.50 492.00 1.50 0.06

The rock is fine grained/aphanitic and is dark grey with a green tint.  Patchy
alterations include a mixture of hematite and bleaching.  Trace amounts of fg
fracture filling pyrite are present with sections consisting of 1-4% vfg
disseminated to fg pyrite.  Veining consists of 1-3% CAR veinlets, stringers and
fracture fillings.  The rock is hard and magnetism ranges from weak to strong.
EOH
Interval of interest:
487-489m: section of unit has weak to strong bleaching and hematite alteration.
sections with strong bleaching have increased pyrite up to 4% over 50-60 cm.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513196 276.60 278.10 0.0200
E5513197 278.10 279.60 0.0240
E5513198 279.60 280.30 0.1680
E5513199 280.30 281.80 0.0150
E5513200 281.80 283.30 0.0160
E5513201 313.50 315.00 0.0165
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Hole Number: HP13-023                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513203 315.00 316.40 0.2730
E5513204 316.40 317.10 1.3600
E5513205 317.10 318.40 9.3700
E5513206 318.40 319.50 1.8800
E5513207 319.50 321.00 0.7960
E5513208 321.00 321.60 0.2690
E5513209 321.60 323.10 0.0400
E5513210 323.10 324.20 0.0290
E5513211 324.20 325.20 0.0450
E5513213 325.20 326.20 0.0390
E5513214 326.20 327.70 0.0640
E5513215 327.70 328.70 0.0290
E5513216 328.70 329.50 0.0330
E5513217 329.50 330.50 0.0530
E5513218 330.50 331.50 0.0690
E5513219 331.50 333.00 0.3600
E5513220 333.00 334.50 0.0570
E5513221 334.50 336.00 0.0705
E5513223 336.00 337.50 0.0330
E5513224 337.50 339.00 0.0880
E5513225 339.00 340.50 0.0230
E5513226 340.50 342.00 0.0230
E5513227 342.00 342.60 0.0140
E5513228 342.60 343.50 0.0310
E5513229 343.50 345.00 0.0250
E5513230 345.00 346.50 0.0410
E5513231 346.50 348.00 0.0160
E5513233 348.00 349.50 0.0160
E5513234 349.50 351.00 0.0515
E5513235 351.00 352.50 0.0490
E5513236 352.50 354.00 0.0330
E5513237 354.00 354.90 0.0330
E5513238 354.90 355.80 0.0850
E5513239 355.80 357.20 0.0640
E5513240 357.20 358.60 0.1030
E5513241 358.60 359.50 0.0240
E5513243 359.50 360.40 0.0670
E5513244 360.40 361.50 0.2380
E5513245 361.50 363.00 0.0640
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Hole Number: HP13-023                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513246 363.00 364.40 0.0670
E5513247 364.40 365.90 0.0620
E5513248 365.90 367.00 0.0360
E5513249 367.00 368.30 0.0370
E5513250 368.30 369.00 0.0770
E5513251 369.00 369.90 0.0280
E5513253 369.90 371.10 0.0240
E5513254 371.10 372.40 0.0840
E5513255 372.40 373.80 0.0250
E5513256 373.80 374.90 0.0690
E5513257 374.90 375.40 0.0300
E5513258 375.40 376.00 0.0630
E5513259 376.00 377.50 0.1270
E5513260 377.50 379.00 0.0830
E5513261 379.00 380.50 0.1130
E5513263 380.50 382.00 0.0220
E5513264 382.00 383.50 0.0370
E5513265 383.50 384.50 0.0410
E5513266 384.50 386.00 0.0700
E5513267 386.00 387.50 0.0850
E5513268 387.50 389.00 0.0460
E5513269 389.00 390.50 0.0140
E5513270 390.50 392.00 0.0210
E5513271 392.00 393.50 0.0250
E5513272 393.50 395.00 0.0529
E5513274 395.00 396.50 0.0910
E5513275 396.50 397.40 0.0340
E5513276 397.40 398.90 0.0270
E5513277 398.90 400.40 0.0360
E5513278 400.40 401.90 0.0360
E5513279 401.90 403.20 0.0480
E5513280 403.20 404.00 0.0960
E5513281 404.00 405.30 0.0210
E5513282 405.30 406.80 0.0260
E5513284 406.80 407.40 0.0210
E5513285 407.40 408.00 0.0090
E5513286 408.00 409.20 0.0300
E5513287 409.20 410.00 0.0370
E5513288 410.00 411.00 0.0450
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Hole Number: HP13-023                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513289 411.00 412.20 0.0260
E5513290 412.20 413.40 0.0170
E5513291 413.40 414.90 0.0230
E5513292 414.90 415.90 0.0270
E5513294 415.90 417.40 0.0200
E5513295 417.40 418.40 0.0210
E5513296 418.40 419.10 0.0280
E5513297 419.10 420.00 0.0460
E5513298 420.00 421.50 0.0240
E5513299 421.50 423.00 0.1480
E5513300 423.00 423.80 0.0700
E5513301 423.80 425.30 0.0910
E5513303 425.30 426.20 0.0980
E5513304 426.20 427.20 0.0900
E5513305 427.20 428.60 0.2200
E5513306 428.60 430.10 0.1890
E5513307 430.10 431.60 0.4280
E5513308 431.60 433.10 0.0520
E5513309 433.10 434.60 0.0350
E5513310 434.60 436.00 0.0090
E5513311 436.00 436.60 0.0460
E5513313 436.60 437.70 0.2670
E5513314 437.70 438.80 0.2790
E5513315 438.80 439.50 0.3700
E5513316 439.50 440.50 0.1610
E5513317 440.50 441.10 0.1340
E5513318 441.10 442.60 0.1830
E5513319 442.60 444.10 0.2830
E5513320 469.70 471.20 0.0500
E5513321 471.20 472.70 0.0380
E5513322 472.70 474.20 0.6350
E5513324 474.20 475.20 0.2350
E5513325 475.20 476.20 0.0840
E5513326 476.20 477.70 0.0390
E5513327 477.70 479.20 0.5580
E5513328 479.20 480.10 1.4000
E5513329 480.10 481.00 0.0910
E5513330 481.00 481.90 0.3680
E5513331 481.90 483.20 0.9040
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Hole Number: HP13-023                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513333 483.20 484.70 0.3700
E5513334 484.70 486.20 0.0190
E5513335 486.20 487.60 0.2730
E5513336 487.60 489.00 1.0500
E5513337 489.00 490.50 0.0670
E5513338 490.50 492.00 0.0630
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0

21.00
HPO

21.00

202.90

VMM
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322.10

329.90
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329.90
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371103.000000 552780.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-024              DDH

Hislop Township

YES L26039

DECIMAL METRIC

212.00 -65.00

cbetts

Garant

0 363.00

Completed: May 07, 2013Start Date: Apr 28, 2013

Entered On: Apr 29, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-024                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371103.00 North: Collar Az:

Location: Hislop Township East: 552780.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Apr 28, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: May 07, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-65.00

212.00

363.00

0.00

363.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 CollarAz from Field Check, Dip from planned 42.00 MAG field=5313; Mag too low, suspect Az off206.90 209.50-65.00 -64.50EZ Shot OK EZ Shot DO

93.00 MAG field=5592 144.00 MAG field=5585209.80 224.20-64.00 -63.80EZ Shot OK EZ Shot OK

195.00 MAG field =5344; Mag too low, suspect Az off 246.00 MAG field=5503224.20 229.50-64.60 -64.60EZ Shot DO EZ Shot OK

297.00 mag field= 5509 351.00 mag field= 5545228.40 229.50-64.40 -64.40EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 21.00 HPO, OVERBURDEN
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Hole Number: HP13-024                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

21.00 202.90 VMM, MAFIC VOLCANIC MASSIVE E5511532 45.20 46.50 1.30 0.00
E5511533 46.50 48.00 1.50 0.01
E5511534 48.00 49.50 1.50 0.00
E5511535 49.50 51.00 1.50 0.02
E5511536 51.00 52.50 1.50 0.00
E5511537 52.50 54.00 1.50 0.01
E5511538 54.00 55.50 1.50 0.07
E5511539 55.50 57.00 1.50 0.02
E5511540 57.00 58.50 1.50 0.00
E5511541 58.50 59.30 0.80 0.08
E5511543 59.30 60.30 1.00 0.00
E5511544 60.30 61.30 1.00 0.01
E5511545 61.30 62.00 0.70 0.01
E5511546 62.00 63.00 1.00 0.13
E5511547 63.00 63.80 0.80 0.18
E5511548 63.80 64.90 1.10 0.04
E5511550 64.90 66.40 1.50 0.03
E5511551 66.40 67.80 1.40 0.02
E5511552 67.80 69.00 1.20 0.03
E5511553 69.00 70.00 1.00 0.02
E5511554 70.00 70.80 0.80 0.14
E5511555 70.80 72.00 1.20 0.48
E5511556 72.00 72.60 0.60 0.34
E5511557 72.60 73.60 1.00 0.36
E5511558 73.60 75.00 1.40 0.29
E5511560 75.00 76.50 1.50 0.31
E5511561 76.50 78.00 1.50 3.56
E5511562 78.00 79.00 1.00 0.14
E5511563 79.00 79.60 0.60 0.22
E5511564 79.60 80.60 1.00 0.07
E5511565 80.60 81.80 1.20 0.39
E5511566 81.80 82.90 1.10 1.06
E5511567 82.90 84.10 1.20 0.69
E5511568 84.10 85.60 1.50 0.02
E5511570 85.60 87.00 1.40 0.00
E5511571 87.00 88.50 1.50 0.03
E5511572 88.50 90.00 1.50 0.02
E5511573 90.00 90.80 0.80 0.57
E5511574 90.80 91.50 0.70 0.06
E5511575 91.50 93.00 1.50 0.25
E5511576 93.00 94.50 1.50 0.03
E5511577 94.50 96.00 1.50 0.01
E5511578 96.00 97.50 1.50 0.00

The rock is fine grained/aphanitic and is dark grey with a green tint changing to
patchy red down unit.  Weak to moderate hematite and bleaching occur
throughout unit.  Pyrite ranges from vfg-fg fracture controlled, fracture filling,
blebby and disseminated and concentrations range from trace to 2% throughout
with locally up to 4%.  Veining primarily consists of low concentrations of CAR
stringers and fracture fillings with minor amounts of small veinlets. Rock is hard
and moderately magnetic.

Intervals of interest:
59.3-64.9 m: Moderate patchy bleaching and weak patchy chlorite alteration,
1-2% carbonate stringers+veinlets, 1-2% vfg dissem+fg blebby pyrite.
64.9-67.8 m: Stronger pervasive bleaching and weak patchy chlorite alteration.
1-2% Car stringers+veinlets, 1-2% vfg dissem+fg blebby pyrite.
192.6-202.9 m: Strong patchy bleaching/hematite alteration. 1-2% CAR
stringers+veinlets throughout, overall 1-2% vfg dissem+fg blebby pyrite locally
up to 3% over 1 m.
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Hole Number: HP13-024                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5511580 97.50 98.40 0.90 0.01
E5511581 98.40 99.10 0.70 0.02
E5511582 99.10 99.70 0.60 5.83
E5511583 99.70 100.50 0.80 0.38
E5511584 100.50 101.50 1.00 0.03
E5511585 101.50 102.10 0.60 0.57
E5511586 102.10 103.10 1.00 0.69
E5511587 103.10 104.60 1.50 0.01
E5511588 104.60 106.10 1.50 0.01
E5511590 106.10 107.60 1.50 0.00
E5511591 107.60 109.10 1.50 0.01
E5511592 109.10 110.00 0.90 0.01
E5511593 110.00 111.00 1.00 0.05
E5511594 111.00 112.20 1.20 0.00
E5511595 112.20 112.70 0.50 0.05
E5511596 112.70 114.00 1.30 0.09
E5511597 114.00 115.20 1.20 0.24
E5511598 115.20 116.00 0.80 0.04
E5511600 116.00 117.40 1.40 0.62
E5511601 117.40 118.90 1.50 0.32
E5511602 118.90 120.00 1.10 0.01
E5511603 120.00 121.00 1.00 0.09
E5511604 121.00 122.20 1.20 0.01
E5511605 122.20 123.50 1.30 0.02
E5511606 123.50 125.00 1.50 0.02
E5511607 125.00 126.50 1.50 0.06
E5511608 126.50 127.70 1.20 0.03
E5511610 127.70 129.00 1.30 0.01
E5511611 129.00 129.70 0.70 0.00
E5511612 129.70 130.50 0.80 0.00
E5511613 130.50 132.00 1.50 0.00
E5511614 132.00 133.00 1.00 0.02
E5511615 133.00 133.90 0.90 0.07
E5511616 133.90 135.40 1.50 0.20
E5511617 135.40 136.00 0.60 1.52
E5511618 136.00 137.00 1.00 0.64
E5511620 137.00 138.00 1.00 2.75
E5511621 138.00 139.30 1.30 3.40
E5511622 139.30 140.80 1.50 0.26
E5511623 140.80 142.30 1.50 0.07
E5511624 142.30 143.80 1.50 0.39
E5511625 143.80 145.30 1.50 0.01
E5511626 145.30 146.80 1.50 0.01
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Hole Number: HP13-024                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5511627 146.80 148.20 1.40 0.00
E5511628 148.20 148.70 0.50 0.00
E5511630 148.70 149.80 1.10 0.01
E5511631 149.80 150.50 0.70 0.02
E5511632 150.50 151.20 0.70 0.01
E5511633 151.20 152.70 1.50 0.00
E5511634 152.70 154.00 1.30 0.08
E5511635 154.00 154.60 0.60 0.09
E5511636 154.60 155.50 0.90 0.06
E5511637 155.50 156.50 1.00 0.04
E5511638 156.50 158.00 1.50 0.07
E5511640 158.00 159.00 1.00 0.04
E5511641 159.00 160.50 1.50 0.06
E5511642 160.50 161.50 1.00 0.05
E5511643 161.50 162.90 1.40 0.02
E5511644 162.90 164.00 1.10 0.00
E5511645 164.00 165.00 1.00 0.00
E5511646 165.00 166.00 1.00 0.00
E5511647 166.00 167.10 1.10 0.01
E5511648 167.10 168.50 1.40 0.00
E5511649 168.50 170.00 1.50 0.00
E5511650 170.00 171.00 1.00 0.01
E5511652 171.00 172.50 1.50 0.02
E5511653 172.50 174.00 1.50 0.49
E5511654 174.00 175.50 1.50 0.07
E5511655 175.50 177.00 1.50 0.06
E5511656 177.00 178.50 1.50 0.01
E5511657 178.50 179.30 0.80 0.02
E5511658 179.30 180.80 1.50 0.03
E5511660 180.80 182.30 1.50 0.07
E5511661 182.30 183.30 1.00 0.01
E5511662 183.30 184.00 0.70 0.00
E5511663 184.00 185.00 1.00 0.01
E5511664 185.00 186.00 1.00 0.01
E5511665 186.00 187.50 1.50 0.01
E5511666 187.50 188.90 1.40 0.02
E5511667 188.90 190.40 1.50 0.04
E5511668 190.40 191.90 1.50 0.06
E5511670 191.90 193.40 1.50 0.01
E5511671 193.40 194.60 1.20 1.09
E5511672 194.60 196.10 1.50 1.59
E5511673 196.10 196.80 0.70 0.38
E5511674 196.80 198.20 1.40 0.08
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Hole Number: HP13-024                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5511675 198.20 199.40 1.20 0.03
E5511676 199.40 200.50 1.10 0.48
E5511677 200.50 202.00 1.50 0.05
E5511678 202.00 202.70 0.70 0.02
E5511680 202.70 203.70 1.00 0.07

202.90 214.00 ISO, SYENITIC INTRUSIVE E5511681 203.70 204.30 0.60 0.14
E5511682 204.30 205.80 1.50 0.10
E5511683 205.80 207.30 1.50 0.02
E5511684 207.30 208.80 1.50 0.04
E5511685 208.80 210.30 1.50 0.14
E5511686 210.30 211.00 0.70 0.01
E5511687 211.00 212.00 1.00 0.02
E5511688 212.00 212.60 0.60 0.05
E5511689 212.60 214.00 1.40 0.10

HORNEBLEND SYENITE-Rock is reddish brown with patchy grey sections.
moderate to strong hematite alteration throughout. 1-2% CAR stringers+veinlets,
1-2% vfg dissem+fg blebby pyrite throughout unit.
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Hole Number: HP13-024                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

214.00 322.10 ISO, SYENITIC INTRUSIVE E5511690 214.00 214.80 0.80 0.08
E5511692 214.80 216.30 1.50 0.02
E5511693 216.30 217.20 0.90 0.02
E5511694 217.20 218.70 1.50 0.03
E5511695 218.70 220.20 1.50 0.01
E5511696 220.20 220.70 0.50 0.01
E5511697 220.70 222.20 1.50 0.01
E5511698 222.20 223.70 1.50 0.01
E5511699 223.70 225.20 1.50 0.01
E5511701 225.20 226.70 1.50 0.01
E5511702 226.70 228.20 1.50 0.01
E5511703 228.20 229.70 1.50 0.01
E5511704 229.70 231.20 1.50 0.01
E5511705 231.20 232.70 1.50 0.01
E5511706 232.70 234.20 1.50 0.03
E5511707 234.20 235.00 0.80 0.02
E5511708 235.00 236.20 1.20 0.09
E5511710 236.20 237.60 1.40 0.44
E5511711 237.60 238.60 1.00 1.65
E5511712 238.60 240.10 1.50 0.18
E5511713 240.10 241.60 1.50 0.04
E5511714 241.60 243.10 1.50 0.04
E5511715 243.10 244.20 1.10 0.06
E5511716 244.20 245.00 0.80 0.08
E5511717 245.00 246.10 1.10 0.02
E5511718 246.10 247.60 1.50 0.03
E5511720 247.60 249.00 1.40 0.02
E5511721 249.00 250.50 1.50 0.04
E5511722 250.50 251.10 0.60 0.04
E5511723 251.10 252.00 0.90 0.02
E5511724 252.00 253.00 1.00 0.03
E5511725 253.00 254.10 1.10 0.44
E5511726 254.10 255.60 1.50 0.07
E5511727 255.60 257.10 1.50 0.03
E5511728 257.10 258.30 1.20 0.01
E5511730 258.30 259.80 1.50 0.02
E5511731 259.80 261.30 1.50 0.02
E5511732 261.30 262.80 1.50 0.01
E5511733 262.80 264.30 1.50 0.02
E5511734 264.30 264.80 0.50 0.02
E5511735 264.80 266.00 1.20 0.06
E5511736 266.00 266.50 0.50 0.05
E5511737 266.50 267.10 0.60 0.07

The rock is fine-medium grained and is light pink with sections of light grey and
light green. This rock has moderately hematite alteread sections as well as
moderately pervasive bleached sections. Pyrite ranges from vfg-fg fracture
controlled, fracture filling, blebby and disseminated and concentrations range
from trace to 4% throughout.  Veining primarily consists of weak to moderate
concentrations of CAR stringers and fracture fillings with minor amounts of small
veinlets. The rock is hard and nonmagnetic with small sections which are weakly
magnetic.

226-238.6 m: CAR veins are highly brecciated
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Hole Number: HP13-024                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5511738 267.10 268.60 1.50 0.03
E5511739 268.60 270.10 1.50 0.01
E5511741 270.10 270.70 0.60 0.05
E5511742 270.70 272.20 1.50 0.03
E5511743 272.20 273.70 1.50 0.04
E5511744 273.70 275.20 1.50 0.09
E5511745 275.20 276.60 1.40 0.25
E5511746 276.60 277.20 0.60 0.10
E5511747 277.20 278.70 1.50 0.39
E5511748 278.70 280.20 1.50 0.13
E5511750 280.20 281.40 1.20 0.10
E5511751 281.40 282.90 1.50 0.05
E5511752 282.90 283.90 1.00 0.09
E5511753 283.90 285.00 1.10 0.31
E5511754 285.00 286.50 1.50 0.17
E5511755 286.50 288.00 1.50 0.36
E5511756 288.00 289.40 1.40 0.34
E5511757 289.40 290.50 1.10 0.11
E5511758 290.90 292.40 1.50 0.81
E5511760 292.40 293.90 1.50 0.25
E5511761 293.90 295.10 1.20 0.29
E5511762 295.10 296.60 1.50 0.02
E5511777 296.60 297.20 0.60 0.02
E5511763 297.20 298.70 1.50 0.02
E5511764 298.70 300.20 1.50 0.01
E5511765 300.20 301.70 1.50 0.03
E5511766 301.70 303.10 1.40 0.01
E5511767 303.10 304.60 1.50 0.04
E5511768 304.60 306.10 1.50 0.06
E5511770 306.10 307.50 1.40 0.01
E5511771 307.50 308.60 1.10 0.02
E5511772 308.60 310.00 1.40 0.02
E5511773 310.00 310.50 0.50 0.03
E5511774 310.50 311.40 0.90 0.06
E5511775 311.40 312.20 0.80 0.04
E5511776 312.20 313.40 1.20 0.01
E5511778 313.40 314.80 1.40 0.02
E5511780 314.80 316.00 1.20 0.03
E5511781 316.00 317.00 1.00 0.06
E5511782 317.00 318.50 1.50 0.10
E5511783 318.50 319.60 1.10 0.30
E5511784 319.60 321.00 1.40 1.09
E5511785 321.00 322.50 1.50 1.26
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Hole Number: HP13-024                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

322.10 329.90 ACG, GREEN CARBONATE ALTERED ROCK E5511786 322.50 323.20 0.70 0.18
E5511787 323.20 324.10 0.90 1.02
E5511788 324.10 325.60 1.50 0.11
E5511790 325.60 327.10 1.50 0.08
E5511791 327.10 327.60 0.50 0.09
E5511792 327.60 328.60 1.00 0.27
E5511793 328.60 329.90 1.30 0.05

Unit is greenish grey in colour which patchy dark green sections. Unit is fine to
medium grained. Unit is altered with small patches of weak chlorite alteration as
well as some silicification. small mm scale carbonate stringers and veinlets occur
throughout unit. vfg disseminated to fg blebby pyrite occurs throughout and is
fracture controlled. Unit is non-magnetic and moderately hard.
Intervals of Interest:
322.5-323.2 m: sections is moderately silicified and bleached. no significant
veining, 2-3% very fine grained disseminated pyrite.

329.90 363.00 VUO, ULTRAMAFIC VOLCANIC E5511794 329.90 331.00 1.10 0.31
E5511795 331.00 332.40 1.40 0.05
E5511796 332.40 333.90 1.50 0.13
E5511797 333.90 335.40 1.50 0.08
E5511798 335.40 336.20 0.80 1.17
E5511799 336.20 337.50 1.30 0.07
E5511800 337.50 339.00 1.50 0.06
E5511801 339.00 340.50 1.50 0.09
E5511802 340.50 342.00 1.50 0.28
E5511803 342.00 343.50 1.50 0.08
E5511804 343.50 345.00 1.50 0.12
E5511805 345.00 346.50 1.50 0.06
E5511806 346.50 347.70 1.20 0.02

Unit is dark green in colour with patchy white. Unit is fine to medium grained.
Weak patchy bleaching and weak patchy hematite alteraton occur throughout.
mm scale carbonate stringers occur throughout ultramafic unit. 1-2% very fine
grained disseminated to fine grained blebby pyrite occur throughout unit .Rock is
nonmagnetic with very weakly magnetic sections and moderately hard.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511532 45.20 46.50 0.0010
E5511533 46.50 48.00 0.0080
E5511534 48.00 49.50 0.0010
E5511535 49.50 51.00 0.0190
E5511536 51.00 52.50 0.0010
E5511537 52.50 54.00 0.0100
E5511538 54.00 55.50 0.0660
E5511539 55.50 57.00 0.0190
E5511540 57.00 58.50 0.0030
E5511541 58.50 59.30 0.0760
E5511543 59.30 60.30 0.0040
E5511544 60.30 61.30 0.0095
E5511545 61.30 62.00 0.0100
E5511546 62.00 63.00 0.1320
E5511547 63.00 63.80 0.1810
E5511548 63.80 64.90 0.0370
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511550 64.90 66.40 0.0250
E5511551 66.40 67.80 0.0190
E5511552 67.80 69.00 0.0250
E5511553 69.00 70.00 0.0160
E5511554 70.00 70.80 0.1400
E5511555 70.80 72.00 0.4820
E5511556 72.00 72.60 0.3420
E5511557 72.60 73.60 0.3595
E5511558 73.60 75.00 0.2910
E5511560 75.00 76.50 0.3130
E5511561 76.50 78.00 3.5600
E5511562 78.00 79.00 0.1410
E5511563 79.00 79.60 0.2170
E5511564 79.60 80.60 0.0710
E5511565 80.60 81.80 0.3880
E5511566 81.80 82.90 1.0600
E5511567 82.90 84.10 0.6860
E5511568 84.10 85.60 0.0160
E5511570 85.60 87.00 0.0010
E5511571 87.00 88.50 0.0280
E5511572 88.50 90.00 0.0170
E5511573 90.00 90.80 0.5670
E5511574 90.80 91.50 0.0570
E5511575 91.50 93.00 0.2530
E5511576 93.00 94.50 0.0280
E5511577 94.50 96.00 0.0060
E5511578 96.00 97.50 0.0040
E5511580 97.50 98.40 0.0050
E5511581 98.40 99.10 0.0200
E5511582 99.10 99.70 5.8300
E5511583 99.70 100.50 0.3770
E5511584 100.50 101.50 0.0330
E5511585 101.50 102.10 0.5710
E5511586 102.10 103.10 0.6900
E5511587 103.10 104.60 0.0090
E5511588 104.60 106.10 0.0080
E5511590 106.10 107.60 0.0030
E5511591 107.60 109.10 0.0140
E5511592 109.10 110.00 0.0050
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511593 110.00 111.00 0.0520
E5511594 111.00 112.20 0.0020
E5511595 112.20 112.70 0.0450
E5511596 112.70 114.00 0.0930
E5511597 114.00 115.20 0.2420
E5511598 115.20 116.00 0.0400
E5511600 116.00 117.40 0.6160
E5511601 117.40 118.90 0.3240
E5511602 118.90 120.00 0.0100
E5511603 120.00 121.00 0.0890
E5511604 121.00 122.20 0.0050
E5511605 122.20 123.50 0.0160
E5511606 123.50 125.00 0.0180
E5511607 125.00 126.50 0.0640
E5511608 126.50 127.70 0.0290
E5511610 127.70 129.00 0.0080
E5511611 129.00 129.70 0.0030
E5511612 129.70 130.50 0.0010
E5511613 130.50 132.00 0.0040
E5511614 132.00 133.00 0.0210
E5511615 133.00 133.90 0.0685
E5511616 133.90 135.40 0.1970
E5511617 135.40 136.00 1.5200
E5511618 136.00 137.00 0.6400
E5511620 137.00 138.00 2.7500
E5511621 138.00 139.30 3.4000
E5511622 139.30 140.80 0.2600
E5511623 140.80 142.30 0.0650
E5511624 142.30 143.80 0.3860
E5511625 143.80 145.30 0.0120
E5511626 145.30 146.80 0.0050
E5511627 146.80 148.20 0.0030
E5511628 148.20 148.70 0.0020
E5511630 148.70 149.80 0.0055
E5511631 149.80 150.50 0.0240
E5511632 150.50 151.20 0.0110
E5511633 151.20 152.70 0.0040
E5511634 152.70 154.00 0.0760
E5511635 154.00 154.60 0.0880
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511636 154.60 155.50 0.0610
E5511637 155.50 156.50 0.0350
E5511638 156.50 158.00 0.0720
E5511640 158.00 159.00 0.0400
E5511641 159.00 160.50 0.0630
E5511642 160.50 161.50 0.0508
E5511643 161.50 162.90 0.0200
E5511644 162.90 164.00 0.0030
E5511645 164.00 165.00 0.0020
E5511646 165.00 166.00 0.0030
E5511647 166.00 167.10 0.0070
E5511648 167.10 168.50 0.0030
E5511649 168.50 170.00 0.0010
E5511650 170.00 171.00 0.0100
E5511652 171.00 172.50 0.0180
E5511653 172.50 174.00 0.4910
E5511654 174.00 175.50 0.0665
E5511655 175.50 177.00 0.0590
E5511656 177.00 178.50 0.0140
E5511657 178.50 179.30 0.0150
E5511658 179.30 180.80 0.0270
E5511660 180.80 182.30 0.0730
E5511661 182.30 183.30 0.0110
E5511662 183.30 184.00 0.0030
E5511663 184.00 185.00 0.0100
E5511664 185.00 186.00 0.0050
E5511665 186.00 187.50 0.0050
E5511666 187.50 188.90 0.0230
E5511667 188.90 190.40 0.0390
E5511668 190.40 191.90 0.0580
E5511670 191.90 193.40 0.0140
E5511671 193.40 194.60 1.0900
E5511672 194.60 196.10 1.5900
E5511673 196.10 196.80 0.3790
E5511674 196.80 198.20 0.0750
E5511675 198.20 199.40 0.0290
E5511676 199.40 200.50 0.4840
E5511677 200.50 202.00 0.0480
E5511678 202.00 202.70 0.0200
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511680 202.70 203.70 0.0660
E5511681 203.70 204.30 0.1360
E5511682 204.30 205.80 0.0960
E5511683 205.80 207.30 0.0220
E5511684 207.30 208.80 0.0360
E5511685 208.80 210.30 0.1350
E5511686 210.30 211.00 0.0130
E5511687 211.00 212.00 0.0230
E5511688 212.00 212.60 0.0520
E5511689 212.60 214.00 0.0950
E5511690 214.00 214.80 0.0810
E5511692 214.80 216.30 0.0210
E5511693 216.30 217.20 0.0200
E5511694 217.20 218.70 0.0310
E5511695 218.70 220.20 0.0130
E5511696 220.20 220.70 0.0090
E5511697 220.70 222.20 0.0120
E5511698 222.20 223.70 0.0090
E5511699 223.70 225.20 0.0080
E5511701 225.20 226.70 0.0140
E5511702 226.70 228.20 0.0090
E5511703 228.20 229.70 0.0120
E5511704 229.70 231.20 0.0100
E5511705 231.20 232.70 0.0110
E5511706 232.70 234.20 0.0300
E5511707 234.20 235.00 0.0150
E5511708 235.00 236.20 0.0880
E5511710 236.20 237.60 0.4440
E5511711 237.60 238.60 1.6500
E5511712 238.60 240.10 0.1760
E5511713 240.10 241.60 0.0410
E5511714 241.60 243.10 0.0360
E5511715 243.10 244.20 0.0640
E5511716 244.20 245.00 0.0770
E5511717 245.00 246.10 0.0240
E5511718 246.10 247.60 0.0280
E5511720 247.60 249.00 0.0220
E5511721 249.00 250.50 0.0400
E5511722 250.50 251.10 0.0360
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511723 251.10 252.00 0.0240
E5511724 252.00 253.00 0.0340
E5511725 253.00 254.10 0.4380
E5511726 254.10 255.60 0.0660
E5511727 255.60 257.10 0.0270
E5511728 257.10 258.30 0.0080
E5511730 258.30 259.80 0.0160
E5511731 259.80 261.30 0.0200
E5511732 261.30 262.80 0.0110
E5511733 262.80 264.30 0.0150
E5511734 264.30 264.80 0.0240
E5511735 264.80 266.00 0.0600
E5511736 266.00 266.50 0.0470
E5511737 266.50 267.10 0.0740
E5511738 267.10 268.60 0.0250
E5511739 268.60 270.10 0.0130
E5511741 270.10 270.70 0.0510
E5511742 270.70 272.20 0.0270
E5511743 272.20 273.70 0.0430
E5511744 273.70 275.20 0.0900
E5511745 275.20 276.60 0.2450
E5511746 276.60 277.20 0.1010
E5511747 277.20 278.70 0.3880
E5511748 278.70 280.20 0.1280
E5511750 280.20 281.40 0.0990
E5511751 281.40 282.90 0.0540
E5511752 282.90 283.90 0.0850
E5511753 283.90 285.00 0.3070
E5511754 285.00 286.50 0.1660
E5511755 286.50 288.00 0.3570
E5511756 288.00 289.40 0.3390
E5511757 289.40 290.50 0.1140
E5511758 290.90 292.40 0.8090
E5511760 292.40 293.90 0.2530
E5511761 293.90 295.10 0.2860
E5511762 295.10 296.60 0.0170
E5511777 296.60 297.20 0.0170
E5511763 297.20 298.70 0.0180
E5511764 298.70 300.20 0.0090
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511765 300.20 301.70 0.0280
E5511766 301.70 303.10 0.0130
E5511767 303.10 304.60 0.0420
E5511768 304.60 306.10 0.0620
E5511770 306.10 307.50 0.0110
E5511771 307.50 308.60 0.0150
E5511772 308.60 310.00 0.0190
E5511773 310.00 310.50 0.0250
E5511774 310.50 311.40 0.0595
E5511775 311.40 312.20 0.0370
E5511776 312.20 313.40 0.0130
E5511778 313.40 314.80 0.0210
E5511780 314.80 316.00 0.0310
E5511781 316.00 317.00 0.0640
E5511782 317.00 318.50 0.1040
E5511783 318.50 319.60 0.3020
E5511784 319.60 321.00 1.0900
E5511785 321.00 322.50 1.2600
E5511786 322.50 323.20 0.1770
E5511787 323.20 324.10 1.0200
E5511788 324.10 325.60 0.1120
E5511790 325.60 327.10 0.0770
E5511791 327.10 327.60 0.0910
E5511792 327.60 328.60 0.2710
E5511793 328.60 329.90 0.0500
E5511794 329.90 331.00 0.3130
E5511795 331.00 332.40 0.0530
E5511796 332.40 333.90 0.1310
E5511797 333.90 335.40 0.0810
E5511798 335.40 336.20 1.1700
E5511799 336.20 337.50 0.0680
E5511800 337.50 339.00 0.0590
E5511801 339.00 340.50 0.0910
E5511802 340.50 342.00 0.2810
E5511803 342.00 343.50 0.0760
E5511804 343.50 345.00 0.1210
E5511805 345.00 346.50 0.0630
E5511806 346.50 347.70 0.0220
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371101.000000 552704.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-025              DDH

Hislop Township

YES L26540

DECIMAL METRIC

32.00 -60.00

bhua

Garant

0 464.40

Completed: May 10, 2013Start Date: May 07, 2013

Entered On: May 08, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371101.00 North: Collar Az:

Location: Hislop Township East: 552704.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: May 07, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: May 10, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-60.00

32.00

464.40

0.00

464.40

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar from first good reading 33.00 mag field = 562530.00 30.00-57.30 -57.30EZ Shot OK EZ Shot OK

50.00 mag field = 5489 102.00 mag field = 560332.90 31.20-56.80 -56.40EZ Shot OK EZ Shot OK

150.00 mag field = 5598 200.00 mag field = 559131.20 34.20-56.00 -55.60EZ Shot OK EZ Shot OK

250.00 mag field = 5545 300.00 mag field = 550136.00 33.50-54.10 -53.70EZ Shot OK EZ Shot OK

350.00 mag field = 5512 400.00 mag field = 5759; Mag ~high but Az seems ok35.00 45.00-53.50 -53.10EZ Shot OK EZ Shot OK

450.00 mag field = 5587 464.60 mag field = 563043.60 47.00-53.10 -53.10EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 12.00 HPO, OVERBURDEN
OVERBURDEN -
12m of casing used.  Minor boulders recovered.

12.00 33.50 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC ROCK -
Rock is dark grey with oxidation of iron in patchy intervals.  Aphanitic.  CHL
alteration pervasive throughout.  Iron oxidation assumed to be an iron carbonate
(ANK) and also assume to be pervasive.  Minor patches of HE alteration present
within foliated areas.  Trace PY.  CAR veinlets present in varying concentration
generally following foliation in rock.  Strongly foliated intervals present in patchy
intervals throughout unit possibly signifying shearing at 30 degrees TCA.  Rock is
very soft with weak to moderate pervasive magnetism.

33.50 38.70 ISP, PORPHYRITIC SYENITE
FELDSPAR PORPHYRITIC SYENITE -
Rock is mauve.  Medium grained with feldspar phenocrysts up to 1mm in
diameter sporadically disseminated.  Distinct upper contact presetn around 40
degrees TCA, but fracture present at contact.  Weak to moderate HE present in
very low amounts generally around CAR fractures.  Trace amounts of PY.  Low
concentration of CAR fracture fillings present.  Rock is hard with no magnetism.
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Hole Number: HP13-025                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

38.70 108.40 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC ROCK -
Rock is dark grey.  Aphanitic to fine grained.  Distinct upper contact present at
unknown angle due to fracture.  Pervasive CHL alteration but presence of
stronger patchy intervals after a minor VMT unit.  Patchy TAL present also.
Possible CAR (ANK) alteration present due to minor oxidation of iron.  Trace
amounts of PY.  Low concentration of CAR fracture fillings/veinlets.  Rock is very
soft with patchy strong magnetism.

108.40 188.50 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRITIC SYENITE -
Rock is light pink to greyish pink.  Coarse grained with feldspar phenocrysts up
to 2mm in diameter.  Distinct upper contact 30 degrees TCA.  Minor HE
alteration present around CAR fractures.  Also, specular HE present filling
fractures.  Trace to very low presence of PY visible within CAR fractures.  QZ
dominant veinlets up to 3cm in width present in low concentrations at consistent
40-60 degrees TCA.  Minor CAR presence within veinlets.  Rock is hard with no
magnetism.

188.50 288.00 VUO, ULTRAMAFIC VOLCANIC E5513339 230.50 231.50 1.00 0.08
E5513340 231.50 232.60 1.10 0.02
E5513341 232.60 233.60 1.00 0.03
E5513342 233.60 234.50 0.90 0.08
E5513344 234.50 235.50 1.00 0.66
E5513345 235.50 236.10 0.60 0.01
E5513346 236.10 237.00 0.90 0.02
E5513347 237.00 238.00 1.00 0.05
E5513348 268.60 269.60 1.00 0.00
E5513349 269.60 270.60 1.00 0.01
E5513350 270.60 271.90 1.30 0.00
E5513351 271.90 273.00 1.10 0.04
E5513352 273.00 274.00 1.00 0.27
E5513354 274.00 275.00 1.00 0.35
E5513355 275.00 276.00 1.00 1.27
E5513356 276.00 277.20 1.20 0.24
E5513357 277.20 278.70 1.50 0.01
E5513358 278.70 280.20 1.50 0.01
E5513359 280.20 281.70 1.50 0.00
E5513360 281.70 282.50 0.80 0.00
E5513361 282.50 283.20 0.70 0.48
E5513362 283.20 284.00 0.80 0.52
E5513364 284.00 285.00 1.00 0.43
E5513365 285.00 286.00 1.00 0.12
E5513366 286.00 287.00 1.00 0.48
E5513367 287.00 288.00 1.00 0.16

ULTRAMAFIC ROCK -
Rock is dark grey to black.  Aphanitic to fine grained.  Distinct upper contact 40
degrees TCA.  Pervasive CHL alteration throughout with patchy intervals with TAL
and CAR alteration.  Minor HE alteration present above minor ISO intrusion.
Generally, trace amounts of PY increasing with depth towards altered syenite.
CAR fracture fillings and veinlets present at various angles.  Minor fault gouges
and shears present in middle of interval.  Rock is very soft with patchy moderate
magnetism.
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Hole Number: HP13-025                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

288.00 299.00 ISO, SYENITIC INTRUSIVE E5513368 288.00 288.80 0.80 4.19
E5513369 288.80 289.60 0.80 2.47
E5513370 289.60 290.50 0.90 5.29
E5513372 290.50 291.40 0.90 4.44
E5513373 291.40 292.30 0.90 0.11
E5513374 292.30 293.20 0.90 0.17
E5513375 293.20 294.00 0.80 10.60
E5513376 294.00 294.80 0.80 28.90
E5513377 294.80 295.60 0.80 1.06
E5513378 295.60 296.40 0.80 3.47
E5513379 296.40 297.20 0.80 0.36
E5513380 297.20 297.50 0.30 0.96
E5513381 297.50 298.40 0.90 0.76
E5513383 298.40 299.00 0.60 0.48

ALTERED AND DEFORMED SYENITE -
Rock is light grey to pink.  Fine grained with intervals of rounded brecciated
clasts up to 1cm in diameter.  Distinct upper contact 40 degrees TCA.  ALB
alteration is semi-pervasive with minor intervals of HE alteration.  SIL is patchy
and present with HE alteration.  Minor fracture filling FUS alteration in possible
altered green carbonate rock.  Minor mafic intrusion present, but law of
superposition shows IMO present first, with CAR veinlets and syenite following.
Very finely disseminated PY throughout altered syenite in low concentrations.  QZ
dominant veinlets and fracture fillings present in low concentration.  Rock is hard
with no magnetism.
Entire interval is of interest.



Page 4 of 11Dec 12, 2013 DETAILED LOG
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

299.00 379.00 ISO, SYENITIC INTRUSIVE E5513384 299.00 299.80 0.80 0.42
E5513385 299.80 300.60 0.80 0.83
E5513386 300.60 301.60 1.00 0.28
E5513387 301.60 302.40 0.80 0.14
E5513388 302.40 303.00 0.60 0.16
E5513389 303.00 304.00 1.00 0.25
E5513390 304.00 305.00 1.00 0.33
E5513391 305.00 306.00 1.00 0.13
E5513392 306.00 307.00 1.00 0.20
E5513394 307.00 308.00 1.00 0.22
E5513395 308.00 309.00 1.00 0.18
E5513396 309.00 309.90 0.90 0.13
E5513397 309.90 310.50 0.60 0.13
E5513398 310.50 311.50 1.00 0.10
E5513399 311.50 312.70 1.20 0.17
E5513400 312.70 313.40 0.70 0.19
E5513401 313.40 314.30 0.90 0.22
E5513402 314.30 315.20 0.90 0.17
E5513404 315.20 316.40 1.20 0.37
E5513405 316.40 316.80 0.40 0.15
E5513406 316.80 317.90 1.10 0.34
E5513407 317.90 318.90 1.00 0.13
E5513408 318.90 320.10 1.20 0.12
E5513409 320.10 321.20 1.10 0.07
E5513410 321.20 322.40 1.20 0.08
E5513411 322.40 323.10 0.70 0.12
E5513413 323.10 324.00 0.90 0.14
E5513414 346.30 347.30 1.00 0.03
E5513415 347.30 348.00 0.70 0.12
E5513416 348.00 349.00 1.00 0.21
E5513417 349.00 350.10 1.10 0.07
E5513418 350.10 351.00 0.90 1.16
E5513419 351.00 351.80 0.80 0.39
E5513420 351.80 352.80 1.00 0.37
E5513421 352.80 353.70 0.90 0.07
E5513423 353.70 354.20 0.50 0.09
E5513424 354.20 355.20 1.00 0.03
E5513425 355.20 356.00 0.80 0.01
E5513426 356.00 357.00 1.00 0.06
E5513427 377.00 378.00 1.00 0.27
E5513428 378.00 378.60 0.60 0.07
E5513429 378.60 379.00 0.40 0.09

ALBITIC AND SILICIFIED SYENITE -
Rock is purple to green.  Coarse grained with feldspar megacrysts up to 1cm in
diameter.  Gradational upper contact marked where deformation and alteration
change.  SIL is present throughout with fracture controlled and semi-pervasive
EP alteration.  Minor HE alteration also present.  Middle of unit contains fracture
filling GPH giving rock a black look.  Disseminated m.g. and c.g. PY present
throughout in low to moderate concentrations.  Minor filled in fault gaps present
and also rubble zone faults.  QZ/CAR veinlets present in generally low
concentrations.  Rock is hard with no magnetism.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

379.00 412.40 VMM, MAFIC VOLCANIC MASSIVE E5513430 379.00 379.90 0.90 0.03
E5513431 379.90 380.70 0.80 0.14
E5513432 380.70 381.80 1.10 0.22
E5513434 381.80 382.90 1.10 0.91
E5513435 382.90 384.00 1.10 0.85
E5513436 384.00 385.00 1.00 0.17
E5513437 385.00 385.40 0.40 0.10
E5513438 385.40 386.20 0.80 0.01
E5513439 386.20 387.30 1.10 0.37
E5513440 387.30 388.60 1.30 0.03
E5513441 388.60 389.40 0.80 0.51
E5513442 389.40 390.60 1.20 0.46
E5513444 390.60 391.70 1.10 0.16
E5513445 391.70 393.00 1.30 0.05
E5513446 393.00 394.20 1.20 0.07
E5513447 394.20 395.30 1.10 0.03
E5513448 395.30 396.30 1.00 0.04
E5513449 396.30 397.40 1.10 0.09
E5513450 397.40 398.20 0.80 3.83
E5513451 398.20 398.70 0.50 3.07
E5513452 398.70 399.80 1.10 0.89
E5513453 399.80 400.30 0.50 0.93
E5513455 400.30 401.60 1.30 0.31
E5513456 401.60 402.90 1.30 0.83
E5513457 402.90 403.90 1.00 0.05
E5513458 403.90 404.60 0.70 0.03
E5513459 404.60 405.00 0.40 0.06
E5513460 405.00 406.00 1.00 0.03
E5513461 406.00 406.80 0.80 0.02
E5513462 406.80 407.40 0.60 0.10
E5513464 407.40 407.80 0.40 0.04
E5513465 407.80 408.30 0.50 0.07
E5513466 408.30 409.50 1.20 0.20
E5513467 409.50 409.80 0.30 0.66
E5513468 409.80 410.90 1.10 0.24
E5513469 410.90 412.40 1.50 1.40

ALTERED AND FOLIATED MAFIC VOLCANIC ROCK WITH MINOR SYENITIC
INTRUSIONS -
Rock varies in colour from green to red.  Aphanitic to fine grained with rounded
oval clasts up to 1cm in length. Distinct upper contact 80-90 degrees TCA.
Patchy weak brecciation throughout and can be associated with areas of
increased PY mineralization.  EP alteration decreases with depth from upper
contact.  HE strong within syenite intrusions.  SER present following foliation.
Trace amounts of PY, but increases where syenite is present.  Foliation
approximately 25-40 degrees TCA.  CAR fracture fillings and veinlets present at
various angles.  Rock is moderate to hard with patchy weak magnetism.
Interval of interest:
397.4-400.3m: VMM - 1-5% v.f.g. disseminated PY increasing in concentration
with depth within interval.  Patchy ALB alteration dominant throughout with
minor fracture controlled SER and SIL.  Weakly brecciated



Page 6 of 11Dec 12, 2013 DETAILED LOG

Hole Number: HP13-025                                          Units: METRIC
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Assay Data
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412.40 464.40 VMM, MAFIC VOLCANIC MASSIVE E5513470 412.40 413.30 0.90 0.10
E5513471 413.30 414.10 0.80 0.02
E5513472 414.10 414.90 0.80 0.30
E5513474 414.90 415.80 0.90 0.10
E5513475 415.80 417.20 1.40 0.10
E5513476 417.20 418.50 1.30 0.34
E5513477 418.50 418.80 0.30 0.02
E5513478 418.80 419.50 0.70 0.01
E5513479 419.50 420.70 1.20 0.01
E5513480 420.70 421.30 0.60 0.01
E5513481 421.30 422.50 1.20 0.00
E5513482 422.50 423.60 1.10 0.01
E5513484 423.60 424.60 1.00 0.02
E5513485 424.60 426.00 1.40 0.02
E5513486 426.00 427.00 1.00 1.51
E5513487 427.00 427.90 0.90 2.75
E5513488 427.90 429.00 1.10 1.20
E5513489 429.00 430.00 1.00 0.04
E5513490 430.00 431.00 1.00 0.01
E5513491 431.00 432.00 1.00 0.19
E5513492 432.00 433.00 1.00 0.01
E5513494 433.00 434.00 1.00 0.01
E5513495 434.00 435.00 1.00 0.03
E5513496 435.00 436.00 1.00 0.01
E5513497 436.00 437.00 1.00 0.01
E5513498 437.00 438.10 1.10 0.01
E5513499 438.10 439.40 1.30 0.01
E5513500 439.40 440.40 1.00 0.06
E5513501 440.40 441.00 0.60 0.65
E5513502 441.00 442.10 1.10 0.13
E5513503 442.10 443.10 1.00 0.02
E5513504 443.10 443.70 0.60 0.30
E5513506 443.70 444.20 0.50 1.22
E5513507 444.20 445.50 1.30 0.34
E5513508 445.50 447.00 1.50 0.15
E5513509 447.00 448.20 1.20 0.12
E5513510 448.20 449.40 1.20 0.05
E5513511 449.40 450.50 1.10 0.03
E5513512 450.50 451.20 0.70 0.51
E5513514 451.20 452.20 1.00 0.29
E5513515 452.20 453.20 1.00 0.27
E5513516 453.20 454.40 1.20 0.32
E5513517 454.40 455.00 0.60 0.70

MAFIC VOLCANIC ROCK -
Rock is generally dark green.  Fine grained.  Upper contact marked at the end of
large syenite unit and 35 degrees TCA.  HE and BLE dominant alterations
throughout unit with both mainly being syenite or fracture controlled.  PY is very
fine grained and increases around syenitic contacts.  CAR fracture fillings
dominant, but minor interval of QZ veinlets also present.  Rock is soft to
moderate with strong pervasive magnetism where BLE does not occur.
Intervals of interest:
427-429m: VMM - 3-4% v.f.g. disseminated and fracture controlled PY.  BLE
occurs around fractures.
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From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5513518 455.00 456.00 1.00 0.06
E5513519 456.00 457.50 1.50 0.04
E5513520 457.50 459.00 1.50 0.05
E5513522 459.00 460.50 1.50 0.03
E5513523 460.50 462.00 1.50 0.01
E5513524 462.00 463.50 1.50 0.01
E5513525 463.50 464.60 1.10 0.07

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513339 230.50 231.50 0.0820
E5513340 231.50 232.60 0.0160
E5513341 232.60 233.60 0.0250
E5513342 233.60 234.50 0.0800
E5513344 234.50 235.50 0.6560
E5513345 235.50 236.10 0.0140
E5513346 236.10 237.00 0.0240
E5513347 237.00 238.00 0.0460
E5513348 268.60 269.60 0.0005
E5513349 269.60 270.60 0.0050
E5513350 270.60 271.90 0.0010
E5513351 271.90 273.00 0.0365
E5513352 273.00 274.00 0.2730
E5513354 274.00 275.00 0.3510
E5513355 275.00 276.00 1.2700
E5513356 276.00 277.20 0.2360
E5513357 277.20 278.70 0.0130
E5513358 278.70 280.20 0.0060
E5513359 280.20 281.70 0.0020
E5513360 281.70 282.50 0.0040
E5513361 282.50 283.20 0.4840
E5513362 283.20 284.00 0.5240
E5513364 284.00 285.00 0.4295
E5513365 285.00 286.00 0.1150
E5513366 286.00 287.00 0.4750
E5513367 287.00 288.00 0.1610
E5513368 288.00 288.80 4.1900
E5513369 288.80 289.60 2.4700
E5513370 289.60 290.50 5.2900
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513372 290.50 291.40 4.4400
E5513373 291.40 292.30 0.1070
E5513374 292.30 293.20 0.1710
E5513375 293.20 294.00 10.6000
E5513376 294.00 294.80 28.9000
E5513377 294.80 295.60 1.0600
E5513378 295.60 296.40 3.4700
E5513379 296.40 297.20 0.3620
E5513380 297.20 297.50 0.9570
E5513381 297.50 298.40 0.7630
E5513383 298.40 299.00 0.4780
E5513384 299.00 299.80 0.4240
E5513385 299.80 300.60 0.8340
E5513386 300.60 301.60 0.2840
E5513387 301.60 302.40 0.1390
E5513388 302.40 303.00 0.1600
E5513389 303.00 304.00 0.2500
E5513390 304.00 305.00 0.3250
E5513391 305.00 306.00 0.1310
E5513392 306.00 307.00 0.1980
E5513394 307.00 308.00 0.2230
E5513395 308.00 309.00 0.1760
E5513396 309.00 309.90 0.1310
E5513397 309.90 310.50 0.1320
E5513398 310.50 311.50 0.0970
E5513399 311.50 312.70 0.1740
E5513400 312.70 313.40 0.1860
E5513401 313.40 314.30 0.2200
E5513402 314.30 315.20 0.1690
E5513404 315.20 316.40 0.3670
E5513405 316.40 316.80 0.1530
E5513406 316.80 317.90 0.3380
E5513407 317.90 318.90 0.1250
E5513408 318.90 320.10 0.1240
E5513409 320.10 321.20 0.0660
E5513410 321.20 322.40 0.0810
E5513411 322.40 323.10 0.1220
E5513413 323.10 324.00 0.1405
E5513414 346.30 347.30 0.0320
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513415 347.30 348.00 0.1160
E5513416 348.00 349.00 0.2080
E5513417 349.00 350.10 0.0730
E5513418 350.10 351.00 1.1600
E5513419 351.00 351.80 0.3860
E5513420 351.80 352.80 0.3680
E5513421 352.80 353.70 0.0670
E5513423 353.70 354.20 0.0870
E5513424 354.20 355.20 0.0270
E5513425 355.20 356.00 0.0130
E5513426 356.00 357.00 0.0550
E5513427 377.00 378.00 0.2670
E5513428 378.00 378.60 0.0730
E5513429 378.60 379.00 0.0870
E5513430 379.00 379.90 0.0340
E5513431 379.90 380.70 0.1350
E5513432 380.70 381.80 0.2180
E5513434 381.80 382.90 0.9130
E5513435 382.90 384.00 0.8510
E5513436 384.00 385.00 0.1680
E5513437 385.00 385.40 0.0970
E5513438 385.40 386.20 0.0110
E5513439 386.20 387.30 0.3740
E5513440 387.30 388.60 0.0320
E5513441 388.60 389.40 0.5140
E5513442 389.40 390.60 0.4600
E5513444 390.60 391.70 0.1640
E5513445 391.70 393.00 0.0470
E5513446 393.00 394.20 0.0650
E5513447 394.20 395.30 0.0270
E5513448 395.30 396.30 0.0370
E5513449 396.30 397.40 0.0850
E5513450 397.40 398.20 3.8300
E5513451 398.20 398.70 3.0700
E5513452 398.70 399.80 0.8890
E5513453 399.80 400.30 0.9270
E5513455 400.30 401.60 0.3110
E5513456 401.60 402.90 0.8280
E5513457 402.90 403.90 0.0530



Page 10 of 11Dec 12, 2013 DETAILED LOG

Hole Number: HP13-025                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513458 403.90 404.60 0.0320
E5513459 404.60 405.00 0.0620
E5513460 405.00 406.00 0.0250
E5513461 406.00 406.80 0.0180
E5513462 406.80 407.40 0.0950
E5513464 407.40 407.80 0.0355
E5513465 407.80 408.30 0.0680
E5513466 408.30 409.50 0.2000
E5513467 409.50 409.80 0.6580
E5513468 409.80 410.90 0.2410
E5513469 410.90 412.40 1.4000
E5513470 412.40 413.30 0.1000
E5513471 413.30 414.10 0.0180
E5513472 414.10 414.90 0.3030
E5513474 414.90 415.80 0.1010
E5513475 415.80 417.20 0.1030
E5513476 417.20 418.50 0.3365
E5513477 418.50 418.80 0.0150
E5513478 418.80 419.50 0.0070
E5513479 419.50 420.70 0.0130
E5513480 420.70 421.30 0.0070
E5513481 421.30 422.50 0.0040
E5513482 422.50 423.60 0.0060
E5513484 423.60 424.60 0.0150
E5513485 424.60 426.00 0.0190
E5513486 426.00 427.00 1.5100
E5513487 427.00 427.90 2.7500
E5513488 427.90 429.00 1.2000
E5513489 429.00 430.00 0.0412
E5513490 430.00 431.00 0.0120
E5513491 431.00 432.00 0.1880
E5513492 432.00 433.00 0.0100
E5513494 433.00 434.00 0.0100
E5513495 434.00 435.00 0.0260
E5513496 435.00 436.00 0.0070
E5513497 436.00 437.00 0.0060
E5513498 437.00 438.10 0.0060
E5513499 438.10 439.40 0.0120
E5513500 439.40 440.40 0.0630
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513501 440.40 441.00 0.6520
E5513502 441.00 442.10 0.1280
E5513503 442.10 443.10 0.0170
E5513504 443.10 443.70 0.3030
E5513506 443.70 444.20 1.2200
E5513507 444.20 445.50 0.3380
E5513508 445.50 447.00 0.1530
E5513509 447.00 448.20 0.1150
E5513510 448.20 449.40 0.0490
E5513511 449.40 450.50 0.0280
E5513512 450.50 451.20 0.5070
E5513514 451.20 452.20 0.2880
E5513515 452.20 453.20 0.2720
E5513516 453.20 454.40 0.3230
E5513517 454.40 455.00 0.7000
E5513518 455.00 456.00 0.0550
E5513519 456.00 457.50 0.0350
E5513520 457.50 459.00 0.0520
E5513522 459.00 460.50 0.0330
E5513523 460.50 462.00 0.0140
E5513524 462.00 463.50 0.0120
E5513525 463.50 464.60 0.0720



Dec 12, 2013
Page 1 of 1

GRAPHIC SUMMARY REPORT

0

21.00
HPO

21.00

100.80
VMM

100.80

105.20
VMX

105.20

177.30
VMM

177.30

276.10
ISO

276.10

318.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371183.000000 553117.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-026              DDH

Hislop Township

YES L26039

DECIMAL METRIC

212.00 -55.00

cbetts

Garant

0 318.00

Completed: May 10, 2013Start Date: May 07, 2013

Entered On: May 08, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp



Page 1 of 10Dec 12, 2013 DETAILED LOG

Hole Number: HP13-026                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371183.00 North: Collar Az:

Location: Hislop Township East: 553117.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: May 07, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: May 10, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-55.00

212.00

318.00

0.00

318.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar from planned Az and Dip 42.00 MAG field=5582212.00 200.60-55.00 -55.30EZ Shot OK EZ Shot DO

93.00 MAG field=5457 144.00 MAG field=5494199.00 206.80-55.90 -55.70EZ Shot DO EZ Shot OK

195.00 MAG field=5528 246.00 MAG field=5517208.60 210.20-55.80 -55.00EZ Shot OK EZ Shot OK

297.00 MAG field=5567211.60 -54.70 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 21.00 HPO, OVERBURDEN

21.00 100.80 VMM, MAFIC VOLCANIC MASSIVE E5511809 63.50 65.00 1.50 0.07
E5511810 65.00 66.50 1.50 0.07
E5511811 66.50 67.80 1.30 0.02
E5511812 67.80 69.00 1.20 0.01
E5511813 69.00 70.50 1.50 0.07
E5511814 70.50 71.90 1.40 0.02
E5511815 71.90 73.20 1.30 0.04
E5511816 73.20 73.80 0.60 0.06
E5511817 73.80 75.00 1.20 0.02
E5511818 94.80 96.30 1.50 0.04
E5511820 96.30 97.80 1.50 0.01
E5511821 97.80 99.30 1.50 0.01
E5511822 99.30 100.80 1.50 0.11

The rock is fine grained/aphanitic and is dark grey with a green tint changing to
patchy red down unit.  Weak to strong hematite and bleaching occur throughout
unit.  Pyrite ranges from vfg-fg fracture controlled, fracture filling, blebby and
disseminated and concentrations range from trace to 2% throughout.  Veining
primarily consists of low concentrations of CAR stringers and fracture fillings with
minor amounts of small veinlets. Rock is hard and moderately magnetic.

100.80 105.20 VMX, MAFIC BRECCIA E5511823 100.80 102.20 1.40 6.79
E5511824 102.20 103.70 1.50 1.76
E5511825 103.70 105.20 1.50 4.73

Unit is lightly brecciated and pervasively bleached with minor chlorite and
hematite alterations. 1-2% CAr stringers+veinlets occur throughout the unit
between clasts and pyrite ranges from 1-2% vfg disseminated to fg blebby and
up to 3% throughout the unit.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

105.20 177.30 VMM, MAFIC VOLCANIC MASSIVE E5511826 105.20 106.60 1.40 2.11
E5511827 106.60 108.00 1.40 0.15
E5511828 108.00 109.00 1.00 0.03
E5511830 109.00 110.00 1.00 0.46
E5511831 110.00 111.50 1.50 2.60
E5511832 111.50 112.70 1.20 1.64
E5511833 112.70 113.40 0.70 1.94
E5511834 113.40 114.50 1.10 0.07
E5511835 114.50 116.00 1.50 0.02
E5511836 116.00 117.50 1.50 0.03
E5511837 117.50 119.00 1.50 0.65
E5511838 119.00 120.50 1.50 0.01
E5511840 120.50 122.00 1.50 0.00
E5511841 122.00 123.50 1.50 0.01
E5511842 123.50 125.00 1.50 0.10
E5511843 125.00 126.50 1.50 0.00
E5511844 126.50 127.50 1.00 0.01
E5511845 127.50 128.10 0.60 0.01
E5511846 128.10 129.00 0.90 0.02
E5511847 129.00 130.50 1.50 0.00
E5511848 130.50 132.00 1.50 0.48
E5511850 132.00 133.50 1.50 0.58
E5511851 133.50 134.30 0.80 0.46
E5511852 134.30 135.00 0.70 4.28
E5511853 135.00 136.50 1.50 0.12
E5511854 136.50 138.00 1.50 0.04
E5511855 138.00 139.30 1.30 0.09
E5511856 139.30 140.80 1.50 0.04
E5511857 140.80 142.20 1.40 0.34
E5511858 142.20 143.10 0.90 0.87
E5511860 143.10 144.10 1.00 0.25
E5511861 144.10 145.00 0.90 0.07
E5511862 145.00 145.80 0.80 0.00
E5511863 145.80 146.60 0.80 0.02
E5511864 146.60 147.70 1.10 0.01
E5511865 147.70 149.30 1.60 0.01
E5511866 149.30 150.80 1.50 0.11
E5511867 150.80 151.70 0.90 0.57
E5511868 151.70 153.20 1.50 0.04
E5511870 153.20 154.70 1.50 0.05
E5511871 154.70 156.00 1.30 0.02
E5511872 156.00 156.70 0.70 0.06
E5511873 156.70 158.00 1.30 0.08

The rock is fine grained/aphanitic and is predominantly patchy deep red with
dark green sections.  Weak to strong hematite and bleaching occur throughout
unit and become stronger down unit.  Pyrite ranges from vfg-fg fracture
controlled, fracture filling, blebby and disseminated and concentrations range
from trace to 2% throughout with sections up to 3-4%.  Veining primarily
consists of low concentrations of CAR stringers and fracture fillings with minor
amounts of small veinlets and some QTZ stringers+veinlets. Rock is hard and
moderately magnetic.
Intervals of interest:
139.3-142.2m: Section has weak to moderate patchy bleaching and weak patchy
chlorite alteration. 2-3% brecciated CAR veins and stringersoccur throughout but
are strongest at bottom end. 0.5-1% fracture filling/controlled pyrite occurs
throughout.
142.2-144.1m: Sections has moderate to strong bleached sections with weak
patchy hematite alteration and weak silicification. 0.5-1% CAR stringers occur
throughout section. Pyrite ranges from 1-2% to 3-4% vfg disseminated
throughout the section.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5511874 158.00 158.70 0.70 0.03
E5511875 158.70 159.30 0.60 0.04
E5511876 159.30 160.50 1.20 0.11
E5511877 160.50 161.60 1.10 0.11
E5511878 161.60 163.10 1.50 6.19
E5511880 163.10 164.60 1.50 0.18
E5511881 164.60 165.30 0.70 0.04
E5511882 165.30 166.80 1.50 0.04
E5511883 166.80 168.30 1.50 0.34
E5511884 168.30 169.80 1.50 0.18
E5511885 169.80 171.30 1.50 0.06
E5511886 171.30 172.80 1.50 0.02
E5511887 172.80 174.00 1.20 0.04
E5511888 174.00 175.40 1.40 0.05
E5511890 175.40 176.00 0.60 0.26
E5511891 176.00 177.30 1.30 0.80
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

177.30 276.10 ISO, SYENITIC INTRUSIVE E5511892 177.30 178.70 1.40 0.11
E5511893 178.70 180.20 1.50 0.12
E5511894 180.20 181.70 1.50 0.10
E5511895 181.70 183.20 1.50 0.12
E5511896 183.20 184.70 1.50 0.11
E5511897 184.70 185.40 0.70 0.11
E5511898 185.40 186.20 0.80 0.11
E5511900 186.20 187.70 1.50 4.90
E5511901 187.70 188.70 1.00 0.07
E5511902 188.70 190.20 1.50 0.12
E5511903 190.20 191.70 1.50 0.05
E5511904 191.70 193.00 1.30 0.05
E5511905 193.00 194.30 1.30 0.03
E5511906 194.30 195.10 0.80 0.03
E5511907 195.10 196.60 1.50 0.05
E5511908 196.60 198.00 1.40 0.05
E5511910 198.00 199.50 1.50 0.08
E5511911 199.50 200.80 1.30 0.06
E5511912 200.80 202.00 1.20 0.08
E5511913 202.00 202.70 0.70 0.08
E5511914 202.70 204.00 1.30 0.05
E5511915 204.00 205.50 1.50 0.05
E5511916 205.50 207.00 1.50 0.05
E5511917 207.00 208.50 1.50 0.04
E5511918 208.50 210.00 1.50 0.02
E5511920 210.00 211.50 1.50 0.03
E5511921 211.50 213.00 1.50 0.02
E5511922 213.00 214.50 1.50 0.05
E5511923 214.50 216.00 1.50 0.02
E5511924 216.00 217.50 1.50 0.02
E5511925 217.50 219.00 1.50 0.04
E5511926 219.00 220.50 1.50 0.06
E5511927 220.50 222.00 1.50 0.05
E5511928 222.00 223.50 1.50 0.03
E5511930 223.50 224.00 0.50 0.03
E5511931 224.00 225.30 1.30 0.04
E5511932 225.30 226.50 1.20 0.02
E5511933 226.50 228.00 1.50 0.04
E5511934 228.00 229.50 1.50 0.03
E5511935 229.50 231.00 1.50 0.04
E5511936 231.00 231.60 0.60 0.01
E5511937 231.60 232.70 1.10 0.04
E5511938 232.70 234.20 1.50 0.03

The rock is fine-medium grained and is light pink with sections of light grey,
green and red. This rock has moderately hematite alteread sections as well as
moderately pervasive bleached sections. The first few meters of the syenite are
highly epidote and hematite altered. Epidote alteration fades throughout section
as hematite alteration becomes stronger down unit Pyrite ranges from vfg-fg
fracture controlled, fracture filling, blebby and disseminated and concentrations
range from trace to 2% throughout.  Veining primarily consists of weak to
moderate concentrations of CAR stringers and fracture fillings with minor
amounts of small veinlets and brecciated veining. The rock is hard and
nonmagnetic with small sections which are weakly magnetic.
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Hole Number: HP13-026                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5511939 234.20 235.70 1.50 0.02
E5511941 235.70 237.20 1.50 0.02
E5511942 237.20 238.50 1.30 0.02
E5511943 238.50 240.00 1.50 0.05
E5511944 240.00 241.50 1.50 0.02
E5511945 241.50 243.00 1.50 0.02
E5511946 243.00 244.50 1.50 0.01
E5511947 244.50 246.00 1.50 0.06
E5511948 246.00 247.10 1.10 0.02
E5511950 247.10 248.60 1.50 0.03
E5511951 248.60 250.10 1.50 0.02
E5511952 250.10 251.60 1.50 0.02
E5511953 251.60 253.10 1.50 0.04
E5511954 253.10 254.60 1.50 0.03
E5511955 254.60 256.10 1.50 0.03
E5511956 256.10 257.60 1.50 0.17
E5511957 257.60 259.10 1.50 0.02
E5511958 259.10 260.60 1.50 0.06
E5511960 260.60 261.10 0.50 0.06
E5511961 261.10 262.60 1.50 0.08
E5511962 262.60 264.10 1.50 0.18
E5511963 264.10 265.60 1.50 0.22
E5511964 265.60 267.10 1.50 0.16
E5511965 267.10 268.60 1.50 0.18
E5511966 268.60 270.10 1.50 0.16
E5511967 270.10 271.60 1.50 2.93
E5511968 271.60 273.10 1.50 7.96
E5511970 273.10 274.60 1.50 11.50
E5511971 274.60 276.10 1.50 6.87
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Hole Number: HP13-026                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

276.10 318.00 VUO, ULTRAMAFIC VOLCANIC E5511972 276.10 277.60 1.50 1.13
E5511973 277.60 279.10 1.50 0.24
E5511974 279.10 280.60 1.50 0.09
E5511975 280.60 282.10 1.50 0.09
E5511976 282.10 283.60 1.50 0.14
E5511977 283.60 284.80 1.20 0.37
E5511978 284.80 285.50 0.70 0.05
E5511980 285.50 287.00 1.50 0.16
E5511981 287.00 288.50 1.50 0.07
E5511982 288.50 288.90 0.40 0.13
E5511983 288.90 290.20 1.30 0.93
E5511984 290.20 291.70 1.50 0.05
E5511985 291.70 293.20 1.50 0.03
E5511986 293.20 294.50 1.30 0.01
E5511987 294.50 296.00 1.50 0.01
E5511988 296.00 297.50 1.50 0.00
E5511990 297.50 299.00 1.50 0.01
E5511991 299.00 300.50 1.50 0.05
E5511992 300.50 301.50 1.00 0.01

The rock is dark grey to black with weak pervasive chlorite and weak patchy talc
throughout.  Other patchy alterations include moderate hematite and weak
glaucophane.  Trace amounts to 1% of pyrite are found throughout. Veining
consists of low to moderate and consist of CAR veinlets.  Faulting is present
throughout with strong faulting from 311.6-318 m.  The rock is soft and is
moderately magnetic.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511809 63.50 65.00 0.0665
E5511810 65.00 66.50 0.0660
E5511811 66.50 67.80 0.0170
E5511812 67.80 69.00 0.0140
E5511813 69.00 70.50 0.0650
E5511814 70.50 71.90 0.0230
E5511815 71.90 73.20 0.0430
E5511816 73.20 73.80 0.0550
E5511817 73.80 75.00 0.0220
E5511818 94.80 96.30 0.0390
E5511820 96.30 97.80 0.0060
E5511821 97.80 99.30 0.0127
E5511822 99.30 100.80 0.1100
E5511823 100.80 102.20 6.7900
E5511824 102.20 103.70 1.7600
E5511825 103.70 105.20 4.7300
E5511826 105.20 106.60 2.1100
E5511827 106.60 108.00 0.1470
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Hole Number: HP13-026                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511828 108.00 109.00 0.0300
E5511830 109.00 110.00 0.4560
E5511831 110.00 111.50 2.6000
E5511832 111.50 112.70 1.6400
E5511833 112.70 113.40 1.9400
E5511834 113.40 114.50 0.0650
E5511835 114.50 116.00 0.0170
E5511836 116.00 117.50 0.0290
E5511837 117.50 119.00 0.6510
E5511838 119.00 120.50 0.0110
E5511840 120.50 122.00 0.0010
E5511841 122.00 123.50 0.0060
E5511842 123.50 125.00 0.0950
E5511843 125.00 126.50 0.0040
E5511844 126.50 127.50 0.0060
E5511845 127.50 128.10 0.0080
E5511846 128.10 129.00 0.0153
E5511847 129.00 130.50 0.0010
E5511848 130.50 132.00 0.4820
E5511850 132.00 133.50 0.5810
E5511851 133.50 134.30 0.4630
E5511852 134.30 135.00 4.2800
E5511853 135.00 136.50 0.1150
E5511854 136.50 138.00 0.0380
E5511855 138.00 139.30 0.0920
E5511856 139.30 140.80 0.0430
E5511857 140.80 142.20 0.3430
E5511858 142.20 143.10 0.8665
E5511860 143.10 144.10 0.2480
E5511861 144.10 145.00 0.0720
E5511862 145.00 145.80 0.0010
E5511863 145.80 146.60 0.0200
E5511864 146.60 147.70 0.0060
E5511865 147.70 149.30 0.0070
E5511866 149.30 150.80 0.1140
E5511867 150.80 151.70 0.5710
E5511868 151.70 153.20 0.0360
E5511870 153.20 154.70 0.0540
E5511871 154.70 156.00 0.0230
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Hole Number: HP13-026                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511872 156.00 156.70 0.0550
E5511873 156.70 158.00 0.0760
E5511874 158.00 158.70 0.0260
E5511875 158.70 159.30 0.0390
E5511876 159.30 160.50 0.1080
E5511877 160.50 161.60 0.1120
E5511878 161.60 163.10 6.1900
E5511880 163.10 164.60 0.1750
E5511881 164.60 165.30 0.0440
E5511882 165.30 166.80 0.0380
E5511883 166.80 168.30 0.3370
E5511884 168.30 169.80 0.1760
E5511885 169.80 171.30 0.0630
E5511886 171.30 172.80 0.0150
E5511887 172.80 174.00 0.0370
E5511888 174.00 175.40 0.0500
E5511890 175.40 176.00 0.2600
E5511891 176.00 177.30 0.7950
E5511892 177.30 178.70 0.1050
E5511893 178.70 180.20 0.1160
E5511894 180.20 181.70 0.1030
E5511895 181.70 183.20 0.1170
E5511896 183.20 184.70 0.1140
E5511897 184.70 185.40 0.1120
E5511898 185.40 186.20 0.1120
E5511900 186.20 187.70 4.9000
E5511901 187.70 188.70 0.0680
E5511902 188.70 190.20 0.1190
E5511903 190.20 191.70 0.0470
E5511904 191.70 193.00 0.0530
E5511905 193.00 194.30 0.0330
E5511906 194.30 195.10 0.0300
E5511907 195.10 196.60 0.0470
E5511908 196.60 198.00 0.0540
E5511910 198.00 199.50 0.0780
E5511911 199.50 200.80 0.0600
E5511912 200.80 202.00 0.0760
E5511913 202.00 202.70 0.0840
E5511914 202.70 204.00 0.0480
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Hole Number: HP13-026                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511915 204.00 205.50 0.0490
E5511916 205.50 207.00 0.0450
E5511917 207.00 208.50 0.0390
E5511918 208.50 210.00 0.0240
E5511920 210.00 211.50 0.0280
E5511921 211.50 213.00 0.0210
E5511922 213.00 214.50 0.0480
E5511923 214.50 216.00 0.0190
E5511924 216.00 217.50 0.0160
E5511925 217.50 219.00 0.0410
E5511926 219.00 220.50 0.0580
E5511927 220.50 222.00 0.0480
E5511928 222.00 223.50 0.0310
E5511930 223.50 224.00 0.0340
E5511931 224.00 225.30 0.0350
E5511932 225.30 226.50 0.0150
E5511933 226.50 228.00 0.0390
E5511934 228.00 229.50 0.0280
E5511935 229.50 231.00 0.0440
E5511936 231.00 231.60 0.0140
E5511937 231.60 232.70 0.0380
E5511938 232.70 234.20 0.0340
E5511939 234.20 235.70 0.0190
E5511941 235.70 237.20 0.0210
E5511942 237.20 238.50 0.0230
E5511943 238.50 240.00 0.0470
E5511944 240.00 241.50 0.0190
E5511945 241.50 243.00 0.0210
E5511946 243.00 244.50 0.0120
E5511947 244.50 246.00 0.0640
E5511948 246.00 247.10 0.0230
E5511950 247.10 248.60 0.0270
E5511951 248.60 250.10 0.0170
E5511952 250.10 251.60 0.0160
E5511953 251.60 253.10 0.0370
E5511954 253.10 254.60 0.0260
E5511955 254.60 256.10 0.0270
E5511956 256.10 257.60 0.1690
E5511957 257.60 259.10 0.0200
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Hole Number: HP13-026                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511958 259.10 260.60 0.0620
E5511960 260.60 261.10 0.0560
E5511961 261.10 262.60 0.0750
E5511962 262.60 264.10 0.1790
E5511963 264.10 265.60 0.2220
E5511964 265.60 267.10 0.1640
E5511965 267.10 268.60 0.1780
E5511966 268.60 270.10 0.1630
E5511967 270.10 271.60 2.9300
E5511968 271.60 273.10 7.9600
E5511970 273.10 274.60 11.5000
E5511971 274.60 276.10 6.8700
E5511972 276.10 277.60 1.1250
E5511973 277.60 279.10 0.2390
E5511974 279.10 280.60 0.0930
E5511975 280.60 282.10 0.0880
E5511976 282.10 283.60 0.1350
E5511977 283.60 284.80 0.3670
E5511978 284.80 285.50 0.0500
E5511980 285.50 287.00 0.1620
E5511981 287.00 288.50 0.0730
E5511982 288.50 288.90 0.1270
E5511983 288.90 290.20 0.9300
E5511984 290.20 291.70 0.0460
E5511985 291.70 293.20 0.0300
E5511986 293.20 294.50 0.0140
E5511987 294.50 296.00 0.0090
E5511988 296.00 297.50 0.0030
E5511990 297.50 299.00 0.0140
E5511991 299.00 300.50 0.0480
E5511992 300.50 301.50 0.0080
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P UTM:NAD27 5371101.000000 552704.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-027              DDH

Hislop Township

YES L26039

DECIMAL METRIC

212.00 -60.00

cbetts

Garant

0 438.00

Completed: May 13, 2013Start Date: May 10, 2013

Entered On: May 11, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-027                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371101.00 North: Collar Az:

Location: Hislop Township East: 552704.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: May 10, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: May 13, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-60.00

212.00

438.00

0.00

438.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 CollarAz from Field Check, dip from planned 45.00 Mag=5240; Mag too low, suspect Az off211.00 206.00-60.00 -58.60EZ Shot OK EZ Shot DO

96.00 Mag=5530; Mag ok but suspect Az off 147.00 Mag=5623; Mag ok but suspect Az off203.10 220.50-58.70 -58.50EZ Shot DO EZ Shot DO

198.00 Mag=5515 249.00 Mag=5532213.20 217.10-57.70 -57.40EZ Shot OK EZ Shot OK

300.00 Mag=5573 351.00 Mag=5547215.90 219.70-57.50 -57.20EZ Shot OK EZ Shot OK

402.00 Mag=5547 435.00 Mag=5571217.50 219.00-56.60 -56.30EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 22.50 HPO, OVERBURDEN
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Hole Number: HP13-027                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

22.50 198.40 VMM, MAFIC VOLCANIC MASSIVE E5511993 93.00 94.50 1.50 0.12
E5511994 94.50 96.00 1.50 0.00
E5511995 96.00 97.50 1.50 0.05
E5511996 97.50 99.00 1.50 0.24
E5511997 99.00 100.50 1.50 0.27
E5511998 100.50 102.00 1.50 0.09
E5512000 102.00 102.80 0.80 0.18
E5512001 102.80 103.50 0.70 5.47
E5512002 103.50 105.00 1.50 7.27
E5512003 105.00 105.90 0.90 6.72
E5512004 105.90 107.00 1.10 5.85
E5512005 107.00 108.00 1.00 0.85
E5512006 108.00 109.50 1.50 0.00
E5512007 109.50 111.00 1.50 0.34
E5512008 111.00 112.50 1.50 0.01
E5512010 112.50 114.00 1.50 0.02
E5512011 114.00 115.50 1.50 0.05
E5512012 115.50 117.00 1.50 0.03
E5512013 117.00 118.50 1.50 2.35
E5512014 118.50 120.00 1.50 1.43
E5512015 120.00 121.50 1.50 0.16
E5512016 121.50 123.00 1.50 0.06
E5512017 123.00 124.50 1.50 0.14
E5512018 124.50 126.00 1.50 0.05
E5512020 126.00 127.50 1.50 0.01
E5512021 127.50 129.00 1.50 1.13
E5512022 129.00 130.50 1.50 0.44
E5512023 130.50 132.00 1.50 0.19
E5512024 132.00 133.50 1.50 0.05
E5512025 133.50 135.00 1.50 0.02
E5512026 135.00 136.50 1.50 0.00
E5512027 136.50 138.00 1.50 0.01
E5512028 138.00 139.00 1.00 0.33
E5512030 139.00 139.80 0.80 0.04
E5512031 139.80 141.30 1.50 0.02
E5512032 141.30 142.80 1.50 0.01
E5512033 142.80 144.30 1.50 0.02
E5512034 144.30 145.80 1.50 0.01
E5512035 145.80 147.30 1.50 0.01
E5512036 147.30 148.80 1.50 0.04
E5512037 148.80 150.30 1.50 0.00
E5512038 150.30 151.80 1.50 0.03
E5512040 151.80 153.30 1.50 0.00

The rock is fine grained/aphanitic and is dark grey with a green tint. Possible
pillow selvedges between 108-140 m. Weak to moderate hematite and bleaching
occur throughout unit.  Pyrite ranges from vfg-fg fracture controlled, fracture
filling, blebby and disseminated and concentrations range from 0.5-1%
throughout.  Veining primarily consists of low concentrations of CAR stringers
and fracture fillings with minor amounts of small veinlets. Rock is hard and
moderately magnetic.
Intervals of INterest:
102.8-107 m: Section is moderately and pervasively bleached with weak patchy
hematite alteration. no significant veining, 3-4% vfg dissem pyrite.
156.5-164.3 m: Section is pervasively and strongly bleached with patchy weak
hematite alteration. no significant veining, 2-3% and up to 4% vfg dissem+fg
pyrite
176.6-180.8 m: Section is pervaisvely and moderately bleached with patchy
weak hematite alteration, no significant veining, 1-2% vfg dissem+fg fracture
controlled/filling pyrite up to 3% over 50 cm
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Hole Number: HP13-027                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5512041 153.30 154.80 1.50 0.05
E5512042 154.80 156.00 1.20 1.19
E5512043 156.00 156.50 0.50 0.01
E5512044 156.50 158.00 1.50 0.01
E5512045 158.00 159.50 1.50 0.04
E5512046 159.50 161.00 1.50 0.04
E5512047 161.00 162.50 1.50 0.33
E5512048 162.50 163.60 1.10 0.81
E5512050 163.60 164.30 0.70 1.49
E5512051 164.30 165.80 1.50 0.28
E5512052 165.80 167.30 1.50 0.17
E5512053 167.30 168.80 1.50 0.06
E5512054 168.80 170.30 1.50 0.08
E5512055 170.30 171.80 1.50 0.11
E5512056 171.80 173.30 1.50 0.08
E5512057 173.30 174.80 1.50 0.10
E5512058 174.80 176.00 1.20 0.40
E5512060 176.00 176.60 0.60 0.22
E5512061 176.60 177.50 0.90 0.63
E5512062 177.50 179.00 1.50 1.26
E5512063 179.00 180.50 1.50 0.78
E5512064 180.50 180.80 0.30 1.39
E5512065 180.80 182.30 1.50 0.03
E5512066 182.30 183.00 0.70 0.13
E5512067 183.00 184.50 1.50 0.10
E5512068 184.50 186.00 1.50 0.31
E5512070 186.00 187.50 1.50 2.22
E5512071 187.50 188.30 0.80 2.46
E5512072 188.30 189.40 1.10 0.04
E5512073 189.40 190.60 1.20 0.45
E5512074 190.60 191.40 0.80 0.26
E5512075 191.40 192.90 1.50 0.13
E5512076 192.90 194.40 1.50 0.35
E5512077 194.40 195.90 1.50 0.19
E5512078 195.90 197.40 1.50 0.14
E5512080 197.40 198.40 1.00 0.06
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Hole Number: HP13-027                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

198.40 266.70 ISO, SYENITIC INTRUSIVE E5512081 198.40 199.90 1.50 0.04
E5512082 199.90 201.40 1.50 0.02
E5512083 201.40 202.90 1.50 0.04
E5512084 202.90 204.40 1.50 0.02
E5512085 204.40 205.90 1.50 0.02
E5512086 205.90 207.40 1.50 0.04
E5512087 207.40 208.90 1.50 0.01
E5512088 208.90 210.40 1.50 0.04
E5512089 210.40 211.90 1.50 0.04
E5512090 211.90 213.40 1.50 0.08
E5512091 213.40 214.90 1.50 0.10
E5512093 214.90 216.40 1.50 0.02
E5512094 216.40 217.90 1.50 0.07
E5512095 217.90 219.40 1.50 0.06
E5512096 219.40 220.90 1.50 0.03
E5512097 220.90 222.40 1.50 0.05
E5512098 222.40 223.90 1.50 0.06
E5512099 223.90 225.40 1.50 0.06
E5512101 225.40 226.90 1.50 0.04
E5512102 226.90 228.40 1.50 0.05
E5512103 228.40 229.90 1.50 0.05
E5512104 229.90 231.40 1.50 0.40
E5512105 231.40 232.90 1.50 0.44
E5512106 232.90 234.40 1.50 0.18
E5512107 234.40 235.90 1.50 0.09
E5512108 235.90 237.00 1.10 0.49
E5512110 237.00 238.50 1.50 0.07
E5512111 238.50 240.00 1.50 0.05
E5512112 240.00 241.50 1.50 0.15
E5512113 241.50 243.00 1.50 0.13
E5512114 243.00 244.50 1.50 0.08
E5512115 244.50 246.00 1.50 0.06
E5512116 246.00 247.50 1.50 0.32
E5512117 247.50 249.00 1.50 0.16
E5512118 249.00 250.50 1.50 0.17
E5512120 250.50 252.00 1.50 0.08
E5512121 252.00 253.50 1.50 0.11
E5512122 253.50 255.00 1.50 0.13
E5512123 255.00 256.50 1.50 0.14
E5512124 256.50 258.00 1.50 0.16
E5512125 258.00 259.50 1.50 0.18
E5512126 259.50 260.40 0.90 0.18
E5512127 260.40 261.00 0.60 0.16

The rock is fine-medium grained and is light pink with sections of light grey and
green. This rock has moderately hematite alteread sections as well as moderately
pervasive bleached sections. Pyrite ranges from vfg-fg fracture controlled,
fracture filling, blebby and disseminated and concentrations range from trace to
2% throughout.  Veining primarily consists of weak to moderate concentrations
of CAR stringers and fracture fillings with minor amounts of small veinlets and
brecciated veining. The rock is hard and nonmagnetic with small sections which
are weakly magnetic.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5512128 261.00 262.50 1.50 0.34
E5512130 262.50 264.00 1.50 0.38
E5512131 264.00 265.00 1.00 0.46
E5512132 265.00 265.70 0.70 0.36
E5512133 265.70 267.00 1.30 4.55

266.70 343.00 VUO, ULTRAMAFIC VOLCANIC E5512134 267.00 268.50 1.50 2.04
E5512135 268.50 270.00 1.50 0.52
E5512136 270.00 271.50 1.50 0.15
E5512137 271.50 273.00 1.50 0.21
E5512138 273.00 274.50 1.50 0.22
E5512139 274.50 276.00 1.50 0.17
E5512141 276.00 277.50 1.50 0.17
E5512142 277.50 279.00 1.50 0.26
E5512143 279.00 280.50 1.50 0.37
E5512144 280.50 282.00 1.50 0.23
E5512145 282.00 283.50 1.50 0.14
E5512146 283.50 285.00 1.50 0.08
E5512147 285.00 286.00 1.00 0.21
E5512148 286.00 286.70 0.70 0.17
E5512150 286.70 288.00 1.30 0.04
E5512151 288.00 289.50 1.50 0.15
E5512152 289.50 291.00 1.50 0.25
E5512153 291.00 292.50 1.50 0.15
E5512154 292.50 294.00 1.50 0.25
E5512155 294.00 295.50 1.50 0.18
E5512156 295.50 297.00 1.50 0.22
E5512157 297.00 298.50 1.50 0.19
E5512158 298.50 300.00 1.50 0.34
E5512160 300.00 301.50 1.50 0.05
E5512161 301.50 303.00 1.50 0.02
E5512162 303.00 304.50 1.50 0.05
E5512163 304.50 306.00 1.50 0.23
E5512164 306.00 307.50 1.50 0.03
E5512165 307.50 307.90 0.40 0.01
E5512166 307.90 309.30 1.40 0.02

The rock is dark grey to black with weak pervasive chlorite and weak patchy talc
throughout.  Other patchy alterations include moderate hematite and weak
glaucophane.  Trace amounts to 1% of pyrite are found throughout. Veining
consists of low to moderate and consist of CAR veinlets. The rock is soft and is
moderately magnetic.

343.00 438.00 VMM, MAFIC VOLCANIC MASSIVE
ROck is dark grey with patches of light red and light green along fractures. Rock
is pervasively and weaklyt chloritized with weak patchy sericite and hematite
alteration occuring along small fractures. Hematite and sericite alteration
becomes more prevalent down hole. Veining consists of small mm scale
carbonate stringers to cm scale carbonate veinlets. Trace to 0.5% pyrite can be
found along fractures as vfg and fg pyrite.
EOH
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5511993 93.00 94.50 0.1225
E5511994 94.50 96.00 0.0040
E5511995 96.00 97.50 0.0480
E5511996 97.50 99.00 0.2410
E5511997 99.00 100.50 0.2720
E5511998 100.50 102.00 0.0880
E5512000 102.00 102.80 0.1830
E5512001 102.80 103.50 5.4700
E5512002 103.50 105.00 7.2700
E5512003 105.00 105.90 6.7200
E5512004 105.90 107.00 5.8500
E5512005 107.00 108.00 0.8500
E5512006 108.00 109.50 0.0010
E5512007 109.50 111.00 0.3370
E5512008 111.00 112.50 0.0110
E5512010 112.50 114.00 0.0190
E5512011 114.00 115.50 0.0490
E5512012 115.50 117.00 0.0290
E5512013 117.00 118.50 2.3500
E5512014 118.50 120.00 1.4300
E5512015 120.00 121.50 0.1600
E5512016 121.50 123.00 0.0600
E5512017 123.00 124.50 0.1370
E5512018 124.50 126.00 0.0523
E5512020 126.00 127.50 0.0120
E5512021 127.50 129.00 1.1300
E5512022 129.00 130.50 0.4400
E5512023 130.50 132.00 0.1860
E5512024 132.00 133.50 0.0450
E5512025 133.50 135.00 0.0200
E5512026 135.00 136.50 0.0030
E5512027 136.50 138.00 0.0050
E5512028 138.00 139.00 0.3300
E5512030 139.00 139.80 0.0445
E5512031 139.80 141.30 0.0170
E5512032 141.30 142.80 0.0080
E5512033 142.80 144.30 0.0200
E5512034 144.30 145.80 0.0070
E5512035 145.80 147.30 0.0080
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512036 147.30 148.80 0.0410
E5512037 148.80 150.30 0.0040
E5512038 150.30 151.80 0.0300
E5512040 151.80 153.30 0.0040
E5512041 153.30 154.80 0.0525
E5512042 154.80 156.00 1.1900
E5512043 156.00 156.50 0.0050
E5512044 156.50 158.00 0.0100
E5512045 158.00 159.50 0.0430
E5512046 159.50 161.00 0.0410
E5512047 161.00 162.50 0.3290
E5512048 162.50 163.60 0.8110
E5512050 163.60 164.30 1.4900
E5512051 164.30 165.80 0.2830
E5512052 165.80 167.30 0.1700
E5512053 167.30 168.80 0.0550
E5512054 168.80 170.30 0.0820
E5512055 170.30 171.80 0.1060
E5512056 171.80 173.30 0.0800
E5512057 173.30 174.80 0.0990
E5512058 174.80 176.00 0.3990
E5512060 176.00 176.60 0.2210
E5512061 176.60 177.50 0.6250
E5512062 177.50 179.00 1.2600
E5512063 179.00 180.50 0.7810
E5512064 180.50 180.80 1.3900
E5512065 180.80 182.30 0.0250
E5512066 182.30 183.00 0.1340
E5512067 183.00 184.50 0.1040
E5512068 184.50 186.00 0.3060
E5512070 186.00 187.50 2.2200
E5512071 187.50 188.30 2.4600
E5512072 188.30 189.40 0.0380
E5512073 189.40 190.60 0.4520
E5512074 190.60 191.40 0.2560
E5512075 191.40 192.90 0.1300
E5512076 192.90 194.40 0.3480
E5512077 194.40 195.90 0.1940
E5512078 195.90 197.40 0.1370
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512080 197.40 198.40 0.0610
E5512081 198.40 199.90 0.0360
E5512082 199.90 201.40 0.0245
E5512083 201.40 202.90 0.0350
E5512084 202.90 204.40 0.0210
E5512085 204.40 205.90 0.0210
E5512086 205.90 207.40 0.0360
E5512087 207.40 208.90 0.0140
E5512088 208.90 210.40 0.0360
E5512089 210.40 211.90 0.0370
E5512090 211.90 213.40 0.0770
E5512091 213.40 214.90 0.0950
E5512093 214.90 216.40 0.0160
E5512094 216.40 217.90 0.0663
E5512095 217.90 219.40 0.0560
E5512096 219.40 220.90 0.0290
E5512097 220.90 222.40 0.0470
E5512098 222.40 223.90 0.0600
E5512099 223.90 225.40 0.0610
E5512101 225.40 226.90 0.0380
E5512102 226.90 228.40 0.0460
E5512103 228.40 229.90 0.0520
E5512104 229.90 231.40 0.3970
E5512105 231.40 232.90 0.4380
E5512106 232.90 234.40 0.1790
E5512107 234.40 235.90 0.0900
E5512108 235.90 237.00 0.4890
E5512110 237.00 238.50 0.0700
E5512111 238.50 240.00 0.0530
E5512112 240.00 241.50 0.1490
E5512113 241.50 243.00 0.1320
E5512114 243.00 244.50 0.0770
E5512115 244.50 246.00 0.0600
E5512116 246.00 247.50 0.3240
E5512117 247.50 249.00 0.1640
E5512118 249.00 250.50 0.1660
E5512120 250.50 252.00 0.0830
E5512121 252.00 253.50 0.1060
E5512122 253.50 255.00 0.1270
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512123 255.00 256.50 0.1360
E5512124 256.50 258.00 0.1640
E5512125 258.00 259.50 0.1820
E5512126 259.50 260.40 0.1820
E5512127 260.40 261.00 0.1570
E5512128 261.00 262.50 0.3410
E5512130 262.50 264.00 0.3810
E5512131 264.00 265.00 0.4605
E5512132 265.00 265.70 0.3550
E5512133 265.70 267.00 4.5500
E5512134 267.00 268.50 2.0400
E5512135 268.50 270.00 0.5230
E5512136 270.00 271.50 0.1530
E5512137 271.50 273.00 0.2110
E5512138 273.00 274.50 0.2200
E5512139 274.50 276.00 0.1660
E5512141 276.00 277.50 0.1660
E5512142 277.50 279.00 0.2630
E5512143 279.00 280.50 0.3720
E5512144 280.50 282.00 0.2270
E5512145 282.00 283.50 0.1380
E5512146 283.50 285.00 0.0820
E5512147 285.00 286.00 0.2075
E5512148 286.00 286.70 0.1670
E5512150 286.70 288.00 0.0400
E5512151 288.00 289.50 0.1530
E5512152 289.50 291.00 0.2510
E5512153 291.00 292.50 0.1520
E5512154 292.50 294.00 0.2490
E5512155 294.00 295.50 0.1800
E5512156 295.50 297.00 0.2160
E5512157 297.00 298.50 0.1940
E5512158 298.50 300.00 0.3400
E5512160 300.00 301.50 0.0470
E5512161 301.50 303.00 0.0210
E5512162 303.00 304.50 0.0460
E5512163 304.50 306.00 0.2300
E5512164 306.00 307.50 0.0280
E5512165 307.50 307.90 0.0130
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E5512166 307.90 309.30 0.0160
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0
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95.90

157.90
IPF

157.90
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247.90

306.00
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306.00

309.20
VMX

309.20

323.40
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323.40

330.60
VMM

330.60

378.00
VMM

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371101.000000 552704.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-028              DDH

Hislop Township

YES L26540

DECIMAL METRIC

32.00 -50.00

bhua

Garant

30-33m: approximately 1.5m of core not recovered due to faulting
48-51m: block error, only approximately 1.2m of core within the interval.  excessive faulting also
present
69m: block missing.  all blocks there after moved back adding 3m to all core measurements.

0 378.00

Completed: May 13, 2013Start Date: May 10, 2013

Entered On: May 14, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371101.00 North: Collar Az:

Location: Hislop Township East: 552704.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: May 10, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: May 13, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-50.00

32.00

378.00

0.00

378.00

Comments: 30-33m: approximately 1.5m of core not recovered due to faulting
48-51m: block error, only approximately 1.2m of core within the interval.  excessive faulting also present
69m: block missing.  all blocks there after moved back adding 3m to all core measurements.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 CollarAz from Field check, Dip from first good reading 33.00 mag field = 564537.00 32.10-47.70 -47.70EZ Shot OK EZ Shot OK

50.00 mag field = 5869; Mag ~high, suspect Az off 102.00 mag field = 560226.40 29.30-48.50 -47.80EZ Shot DO EZ Shot OK

150.00 mag field = 5572 200.00 mag field = 556030.30 31.40-47.70 -47.50EZ Shot OK EZ Shot OK

250.00 mag field = 5476 300.00 mag field = 549331.00 29.90-47.40 -47.30EZ Shot OK EZ Shot OK

350.00 mag field = 5437 375.00 mag field = 557034.70 46.40-47.40 -47.30EZ Shot OK EZ Shot DO

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 12.00 HPO, OVERBURDEN
OVERBURDEN -
12m of casing used.  Approximately 2m of VUO recovered.

12.00 86.00 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC ROCK -
Rock is dark grey to black.  Aphanitic to fine grained.  Oxidation of core present
at top of interval showing Fe presence, likely in the form of ANK and possible HE.
CHL and TAL semi-pervasive to pervasive with CAR present as well.  Trace
amounts of PY visible.  CAR fracture fillings present throughout.  Minor rubble
zone faults throughout entire interval spanning approximately 0.3m in core
length and space out sporadically.  Foliation present at top of unit 25-40 degrees
TCA.  Rock is very soft with moderate magnetism.

86.00 90.20 IIO, INTERMEDIATE INTRUSIVE
INTRUSIVE (INTERMEDIATE?) -
Rock is light grey.  Coarse grained.  Feldspar/CAR rich matrix.  Distinct upper
contact 60 degrees TCA.  Rock has no apparent/significant alteration.  C.g. PY
present throughout in moderate concentrations.  No significant veining present.
Rock is hard with no magnetism.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

90.20 95.90 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC ROCK -
Rock is dark grey to black.  Aphanitic.  Distinct upper contact 70 degrees TCA.
CHL alteration pervasive throughout with patchy TAL.  Trace amounts of PY.
CAR veinlets present in moderate amounts.  Rock is very soft with patchy
moderate magnetism.

95.90 157.90 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRITIC SYENITE -
Rock is light pink to greyish pink.  Coarse grained with feldspar phenocrysts up
to 2mm in diameter.  Distinct upper contact 60 degrees TCA.  Minor HE
alteration present around CAR fractures.  Also, specular HE present filling
fractures.  Trace to very low presence of PY visible within CAR fractures.  QZ
dominant veinlets up to 3cm in width present in low concentrations at consistent
40-60 degrees TCA.  Minor CAR presence within veinlets.  Rock is hard with no
magnetism.

157.90 242.60 VUO, ULTRAMAFIC VOLCANIC E5513526 237.50 238.50 1.00 0.00
E5513527 238.50 239.00 0.50 0.00
E5513528 239.00 240.00 1.00 0.12
E5513529 240.00 240.60 0.60 2.71
E5513531 240.60 241.10 0.50 0.52
E5513532 241.10 241.70 0.60 0.44
E5513533 241.70 242.60 0.90 0.11

ULTRAMAFIC ROCK -
Rock is dark grey to black.  Aphanitic.  Distinct upper contact 70 degrees TCA.
CHL alteration pervasive throughout with patchy TAL. SER is present and fracture
controlled near end of interval.  Trace amounts of PY, but minor increase
towards end of interval associated with SER alteration.  CAR veinlets present in
low concentrations.  Minor fault gouges present throughout up to 10cm in core
length and sporadic.  Rock is very soft with patchy moderate magnetism.  •
Intervals of interest:
238.58-242.6 - SER alteration is fracture controlled.  PY mineralization up to 2%
localized within SER altered rock.  In proximity of ISO contact, but further away.

242.60 247.90 ACG, GREEN CARBONATE ALTERED ROCK E5513534 242.60 243.40 0.80 0.02
E5513535 243.40 244.40 1.00 0.26
E5513536 244.40 245.40 1.00 2.40
E5513537 245.40 246.40 1.00 4.97
E5513538 246.40 247.30 0.90 0.29
E5513539 247.30 247.90 0.60 1.34

ALBITE AND FUCHSITE ALTERED ULTRAMAFIC ROCK -
Rock is light grey to very dark green depending on alteration concentration.
Aphanitic to fine grained.  Distinct upper contact approximately 40 degrees TCA.
CAR alteration is semi-pervasive to pervasive with FUS alteration in lower
intensities around fractures.  CHL also present within fractures.  PY is very fine
grained and disseminated in low to moderate concentrations.  CAR fracture
fillings and stockwork present throughout.  Directly adjacent to ISO.  Rock is soft
to moderate with no magnetism.
Entire interval is of interest.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

247.90 306.00 ISO, SYENITIC INTRUSIVE E5513541 247.90 248.90 1.00 0.66
E5513542 248.90 249.90 1.00 0.20
E5513543 249.90 250.90 1.00 0.24
E5513544 250.90 251.90 1.00 0.17
E5513545 251.90 252.90 1.00 0.55
E5513546 252.90 253.70 0.80 0.37
E5513547 253.70 254.20 0.50 0.01
E5513548 254.20 254.60 0.40 1.32
E5513550 254.60 255.00 0.40 0.21
E5513551 255.00 256.50 1.50 0.31
E5513552 256.50 257.50 1.00 0.91
E5513553 257.50 258.50 1.00 0.43
E5513554 258.50 259.50 1.00 0.11
E5513555 294.90 295.90 1.00 0.04
E5513556 295.90 296.40 0.50 2.16
E5513557 296.40 297.00 0.60 0.08
E5513558 297.00 298.50 1.50 0.19
E5513560 298.50 300.00 1.50 0.42
E5513561 300.00 301.50 1.50 0.47
E5513562 301.50 303.00 1.50 0.35
E5513563 303.00 304.50 1.50 0.13
E5513564 304.50 306.00 1.50 0.62

SILICIFIED AND ALBITIC SYENITE -
Rock is mostly purple with slight green patches due to EP alteration.  Coarse
grained.  Distinct upper contact is non-linear with QZ/CAR veinlet cutting
through.  EP alteration is fracture controlled.  ALB alteration is underlying SIL
which is pervasive throughout.  PY present in low to moderate concentrations
and found to be m.g. to c.g. disseminated.  PY decreases with depth away from
upper contact.  Brecciation is present near top of unit.  CAR veinlets present
throughout with brecciation occuring in the top half of the unit.  Rock is hard
with no magnetism.
Intervals of interest
247.9-254.6 - ISO - SIL and ALB alteration present throughout.  PY present as
f.g. and m.g. disseminated grains.  Minor IMO? near end of unit consisting of
SER alteration with v.f.g. disseminated PY.  Locally brecciated near top of unit.

306.00 309.20 VMX, MAFIC BRECCIA E5513565 306.00 306.90 0.90 0.07
E5513566 306.90 307.30 0.40 1.18
E5513567 307.30 308.00 0.70 5.77
E5513568 308.00 308.80 0.80 1.17
E5513569 308.80 309.20 0.40 0.19

BRECCIATED AND ALTERED MAFIC VOLCANIC ROCK -
Rock alters to a light brownish yellow.  Aphanitic to fine grained.  Coarse grained
where possible syenite occurs.  Distinct upper contact 25 degrees TCA.
Mineralized area mainly SER and ALB altered.  Possible minor ISO and ZFZ
present at top of interval.  Locally brecciated throughout very weakly.  PY is
v.f.g. and disseminated up to 4% increasing in concentration with depth in
interval.  Low concentrated of broken up CAR veinlets.  Rock is moderate to hard
with no magnetism.
Entire interval is of interest.

309.20 323.40 VMM, MAFIC VOLCANIC MASSIVE E5513571 309.20 310.30 1.10 0.23
E5513572 310.30 310.80 0.50 1.36
E5513573 310.80 312.00 1.20 1.70
E5513574 312.00 313.50 1.50 1.42
E5513575 313.50 315.00 1.50 0.09
E5513576 315.00 316.50 1.50 0.16
E5513577 316.50 318.00 1.50 0.01
E5513578 318.00 319.50 1.50 0.03
E5513579 319.50 321.00 1.50 0.01
E5513580 321.00 322.50 1.50 0.00
E5513581 322.50 323.40 0.90 0.01

MAFIC VOLCANIC ROCK -
Rock is very dark green.  Fine grained to medium grained.  Distinct non-linear
upper contact marked where alteration and mineralization changes.  HE is patchy
and fracture controlled with pervasive CHL.  Possibly minor amounts of LCX.  PY
is present in very low concentrations and mainly found within fractures.  Low
concentration of CAR fracture fillings and veinlets.  Rock is soft to moderate with
pervasive moderate to strong magnetism.
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Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

323.40 330.60 VMM, MAFIC VOLCANIC MASSIVE E5513582 323.40 324.00 0.60 0.07
E5513583 324.00 325.00 1.00 0.63
E5513585 325.00 326.00 1.00 1.10
E5513586 326.00 327.00 1.00 0.46
E5513587 327.00 327.60 0.60 0.66
E5513588 327.60 328.60 1.00 1.48
E5513589 328.60 329.60 1.00 0.65
E5513591 329.60 330.60 1.00 0.73

ALBITE AND HEMATITE ALTERED MAFIC VOLCANIC ROCK -
Rock is deep purple to yellowish grey.  Aphanitic.  Gradational upper contact
marked where alteration changes.  HE alteration appears to be overprinted by
ALB/SER alteration.  HE is patchy but more common at top of interval.  ALB is
semi-pervasive and weak to moderate throughout with SER also present.  PY is
very finely disseminate throughout, but higher concentrations present where ALB
alteration is dominant over HE alteration.  QZ/CAR veinlets and fracture fillings
present in low concentrations at no specific angle.  Rock is moderate with no
magnetism.
Entire interval is of interest
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From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

330.60 378.00 VMM, MAFIC VOLCANIC MASSIVE E5513592 330.60 331.60 1.00 0.72
E5513593 331.60 333.00 1.40 0.02
E5513594 333.00 334.10 1.10 0.01
E5513595 334.10 335.20 1.10 0.19
E5513596 335.20 336.30 1.10 0.00
E5513597 336.30 337.50 1.20 0.01
E5513598 337.50 338.60 1.10 0.01
E5513599 338.60 339.60 1.00 0.45
E5513600 339.60 340.80 1.20 0.05
E5513602 340.80 342.00 1.20 0.19
E5513603 342.00 343.10 1.10 0.04
E5513604 343.10 344.20 1.10 0.06
E5513605 344.20 345.20 1.00 0.02
E5513606 345.20 345.80 0.60 0.39
E5513607 345.80 347.20 1.40 0.07
E5513608 347.20 348.50 1.30 0.11
E5513609 348.50 349.00 0.50 0.54
E5513611 349.00 350.50 1.50 0.06
E5513612 350.50 352.00 1.50 0.01
E5513613 352.00 353.50 1.50 0.12
E5513614 353.50 355.00 1.50 0.02
E5513615 355.00 356.30 1.30 0.01
E5513616 356.30 357.00 0.70 0.01
E5513617 357.00 358.50 1.50 0.01
E5513618 358.50 360.00 1.50 0.04
E5513619 360.00 361.50 1.50 0.03
E5513620 361.50 363.00 1.50 0.16
E5513622 363.00 363.90 0.90 0.03
E5513623 363.90 364.90 1.00 0.11
E5513624 364.90 365.80 0.90 0.01
E5513625 365.80 366.90 1.10 0.04
E5513626 366.90 368.00 1.10 0.02
E5513627 368.00 369.00 1.00 0.13
E5513628 369.00 370.50 1.50 0.58
E5513629 370.50 372.00 1.50 0.82
E5513630 372.00 373.20 1.20 0.04
E5513631 373.20 374.20 1.00 1.17
E5513633 374.20 375.00 0.80 0.15
E5513634 375.00 376.50 1.50 0.10
E5513635 376.50 377.60 1.10 0.24
E5513636 377.60 378.00 0.40 0.01

MAFIC VOLCANIC FLOW WITH MINOR PATCHES OF VARIOLES -
Rock is dark green.  Aphanitic to fine grained.  Indistinct upper contact marked
by semi-sharp change in alteration and mineralization.  HE alteration and minor
BLE present throughout with both being mostly fracture controlled.  Minor ALB
alteration possible.  PY is present throughout in various concentrations, but
mainly fracture controlled.  Minor syenite at end of unit.  CAR fracture fillings and
veinlets dominant throughout, but increase in QZ present where PY increases.
Rock is moderate with pervasive strong magnetism.
Intervals of interest:
340.6-342 - 2-3% v.f.g. fracture controlled PY.  BLE and HE present.  CAR
fracture fillings subparallel to low angles TCA.
348.5-349 - 2-3% v.f.g. vein controlled PY.  CAR dominant vein present causing
brecciation of wall rock with clasts up to 10cm in diameter.
364.9-365.8 - 2-3% v.f.g. fracture controlled PY with possible ALB alteration.  HE
alteration and BLE is fracture controlled also.  QZ/CAR veinlets subparallel TCA
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Hole Number: HP13-028                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513526 237.50 238.50 0.0035
E5513527 238.50 239.00 0.0020
E5513528 239.00 240.00 0.1160
E5513529 240.00 240.60 2.7100
E5513531 240.60 241.10 0.5230
E5513532 241.10 241.70 0.4380
E5513533 241.70 242.60 0.1120
E5513534 242.60 243.40 0.0230
E5513535 243.40 244.40 0.2610
E5513536 244.40 245.40 2.4000
E5513537 245.40 246.40 4.9700
E5513538 246.40 247.30 0.2870
E5513539 247.30 247.90 1.3400
E5513541 247.90 248.90 0.6550
E5513542 248.90 249.90 0.2040
E5513543 249.90 250.90 0.2370
E5513544 250.90 251.90 0.1700
E5513545 251.90 252.90 0.5490
E5513546 252.90 253.70 0.3680
E5513547 253.70 254.20 0.0100
E5513548 254.20 254.60 1.3200
E5513550 254.60 255.00 0.2050
E5513551 255.00 256.50 0.3075
E5513552 256.50 257.50 0.9060
E5513553 257.50 258.50 0.4320
E5513554 258.50 259.50 0.1100
E5513555 294.90 295.90 0.0400
E5513556 295.90 296.40 2.1600
E5513557 296.40 297.00 0.0800
E5513558 297.00 298.50 0.1900
E5513560 298.50 300.00 0.4160
E5513561 300.00 301.50 0.4720
E5513562 301.50 303.00 0.3520
E5513563 303.00 304.50 0.1290
E5513564 304.50 306.00 0.6230
E5513565 306.00 306.90 0.0700
E5513566 306.90 307.30 1.1800
E5513567 307.30 308.00 5.7700
E5513568 308.00 308.80 1.1700
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Hole Number: HP13-028                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513569 308.80 309.20 0.1860
E5513571 309.20 310.30 0.2250
E5513572 310.30 310.80 1.3600
E5513573 310.80 312.00 1.7000
E5513574 312.00 313.50 1.4200
E5513575 313.50 315.00 0.0860
E5513576 315.00 316.50 0.1580
E5513577 316.50 318.00 0.0100
E5513578 318.00 319.50 0.0250
E5513579 319.50 321.00 0.0070
E5513580 321.00 322.50 0.0030
E5513581 322.50 323.40 0.0100
E5513582 323.40 324.00 0.0660
E5513583 324.00 325.00 0.6300
E5513585 325.00 326.00 1.1000
E5513586 326.00 327.00 0.4570
E5513587 327.00 327.60 0.6580
E5513588 327.60 328.60 1.4750
E5513589 328.60 329.60 0.6480
E5513591 329.60 330.60 0.7330
E5513592 330.60 331.60 0.7230
E5513593 331.60 333.00 0.0170
E5513594 333.00 334.10 0.0120
E5513595 334.10 335.20 0.1890
E5513596 335.20 336.30 0.0040
E5513597 336.30 337.50 0.0070
E5513598 337.50 338.60 0.0110
E5513599 338.60 339.60 0.4470
E5513600 339.60 340.80 0.0460
E5513602 340.80 342.00 0.1860
E5513603 342.00 343.10 0.0420
E5513604 343.10 344.20 0.0630
E5513605 344.20 345.20 0.0200
E5513606 345.20 345.80 0.3890
E5513607 345.80 347.20 0.0670
E5513608 347.20 348.50 0.1050
E5513609 348.50 349.00 0.5380
E5513611 349.00 350.50 0.0570
E5513612 350.50 352.00 0.0050
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Hole Number: HP13-028                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513613 352.00 353.50 0.1160
E5513614 353.50 355.00 0.0230
E5513615 355.00 356.30 0.0100
E5513616 356.30 357.00 0.0100
E5513617 357.00 358.50 0.0080
E5513618 358.50 360.00 0.0370
E5513619 360.00 361.50 0.0260
E5513620 361.50 363.00 0.1580
E5513622 363.00 363.90 0.0300
E5513623 363.90 364.90 0.1060
E5513624 364.90 365.80 0.0130
E5513625 365.80 366.90 0.0350
E5513626 366.90 368.00 0.0220
E5513627 368.00 369.00 0.1270
E5513628 369.00 370.50 0.5840
E5513629 370.50 372.00 0.8210
E5513630 372.00 373.20 0.0390
E5513631 373.20 374.20 1.1700
E5513633 374.20 375.00 0.1470
E5513634 375.00 376.50 0.1030
E5513635 376.50 377.60 0.2350
E5513636 377.60 378.00 0.0064
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247.00
ISO

247.00

301.90
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301.90

375.00
VMM

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371144.000000 553156.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-029              DDH

Hislop Township

YES L26039

DECIMAL METRIC

212.00 -50.00

cbetts

Garant

0 375.00

Completed: May 21, 2013Start Date: May 13, 2013

Entered On: May 15, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-029                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371144.00 North: Collar Az:

Location: Hislop Township East: 553156.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: May 13, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: May 21, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-50.00

212.00

375.00

0.00

375.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first good reading 45.00 Mag=5806210.70 210.70-50.80 -50.80EZ Shot OK EZ Shot OK

96.00 Mag=6261; Mag too high, suspect Az off 147.00 Mag=5393; Mag ~ low, Az appears ok222.00 213.80-50.80 -50.50EZ Shot DO EZ Shot OK

198.00 Mag=5531 249.00 Mag=5541216.90 217.20-50.40 -49.70EZ Shot OK EZ Shot OK

300.00 Mag=5843 351.00 Mag=5539218.10 219.00-50.10 -49.00EZ Shot OK EZ Shot OK

375.00 Mag=5564218.60 -48.70 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 23.20 HPO, OVERBURDEN
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Hole Number: HP13-029                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

23.20 183.30 VMM, MAFIC VOLCANIC MASSIVE E5512167 39.20 40.70 1.50 0.02
E5512168 40.70 42.20 1.50 0.05
E5512170 42.20 43.70 1.50 0.01
E5512171 43.70 45.20 1.50 0.01
E5512172 45.20 46.50 1.30 0.01
E5512173 46.50 47.40 0.90 0.05
E5512174 47.40 48.90 1.50 0.01
E5512175 63.50 65.00 1.50 0.01
E5512176 65.00 66.50 1.50 0.02
E5512177 66.50 68.00 1.50 0.06
E5512178 68.00 69.50 1.50 0.04
E5512179 69.50 70.60 1.10 0.01
E5512180 70.60 72.00 1.40 0.17
E5512182 135.00 136.50 1.50 0.01
E5512183 136.50 138.00 1.50 0.40
E5512184 138.00 139.50 1.50 0.05
E5512185 139.50 141.00 1.50 0.27
E5512186 141.00 142.50 1.50 0.61
E5512187 142.50 144.00 1.50 0.43
E5512188 144.00 145.50 1.50 0.52
E5512189 145.50 147.00 1.50 0.03
E5512191 147.00 148.50 1.50 0.03
E5512192 148.50 150.00 1.50 0.62
E5512193 150.00 151.50 1.50 0.03
E5512194 151.50 153.00 1.50 0.06
E5512195 153.00 154.50 1.50 0.01
E5512196 154.50 156.00 1.50 0.02
E5512197 156.00 157.50 1.50 0.06
E5512198 157.50 159.00 1.50 0.09
E5512200 159.00 160.50 1.50 0.12
E5512201 160.50 162.00 1.50 0.53
E5512202 162.00 163.50 1.50 0.29
E5512203 163.50 165.00 1.50 0.40
E5512204 165.00 166.50 1.50 1.04
E5512205 166.50 168.00 1.50 1.19
E5512206 168.00 168.80 0.80 0.83
E5512207 168.80 170.00 1.20 0.29
E5512208 170.00 171.00 1.00 1.14
E5512210 171.00 172.50 1.50 1.24
E5512211 172.50 173.40 0.90 0.39
E5512212 173.40 174.00 0.60 0.56
E5512213 174.00 175.50 1.50 0.89
E5512214 175.50 177.00 1.50 0.64

The rock is fine grained/aphanitic and is dark grey with a green tint. Weak to
moderate hematite and bleaching occur throughout unit and become stronger
down unit.  Pyrite ranges from vfg-fg fracture controlled, fracture filling, blebby
and disseminated and concentrations range from 0.5-1% throughout with
sections up to 2%.  Veining primarily consists of low concentrations of CAR
stringers and fracture fillings with minor amounts of small veinlets. Rock is hard
and moderately magnetic.

Intervals of interest:
65-70.6 m: Section is moderately bleached with minor CAR veinlets, 1-2% vfg
dissem+fg pyrite locally up to 3% over 20 cm
163-175 m: Section contains moderately bleached to moderately hematite
altered sections with minor CAR veinletsand stringers. 1-2% vfg dissem+fg pyrite
occur throughout
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Hole Number: HP13-029                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5512215 177.00 178.50 1.50 0.29
E5512216 178.50 180.00 1.50 0.10
E5512217 180.00 181.50 1.50 0.33
E5512218 181.50 183.00 1.50 0.04
E5512220 183.00 183.30 0.30 0.30

183.30 247.00 ISO, SYENITIC INTRUSIVE E5512221 183.30 184.80 1.50 0.30
E5512222 184.80 186.30 1.50 0.04
E5512223 186.30 187.80 1.50 0.13
E5512224 187.80 189.30 1.50 0.22
E5512225 189.30 190.80 1.50 0.06
E5512226 190.80 192.30 1.50 0.13
E5512227 223.50 224.50 1.00 0.14
E5512228 224.50 225.90 1.40 0.14
E5512229 225.90 227.40 1.50 0.16
E5512231 227.40 228.00 0.60 1.19
E5512232 228.00 229.50 1.50 1.49
E5512233 229.50 231.00 1.50 2.12
E5512234 231.00 232.50 1.50 3.22
E5512235 232.50 234.00 1.50 4.35
E5512236 234.00 235.50 1.50 6.44
E5512237 235.50 236.10 0.60 0.41
E5512238 236.10 237.60 1.50 0.04
E5512240 237.60 239.10 1.50 0.06
E5512241 239.10 240.60 1.50 0.28
E5512242 240.60 242.10 1.50 0.20
E5512243 242.10 243.60 1.50 0.23
E5512244 243.60 244.50 0.90 0.45
E5512245 244.50 245.60 1.10 0.47
E5512246 245.60 247.00 1.40 0.56

The rock is fine-medium grained and is light pink with sections of light grey and
green. This rock has moderately hematite alteread sections as well as moderately
pervasive bleached sections. Pyrite ranges from vfg-fg fracture controlled,
fracture filling, blebby and disseminated and concentrations range from trace to
1% throughout.  Veining primarily consists of weak concentrations of CAR
stringers and fracture fillings with minor amounts of small veinlets and brecciated
veining. The rock is hard and nonmagnetic with small sections which are weakly
magnetic.
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Hole Number: HP13-029                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

247.00 301.90 VUO, ULTRAMAFIC VOLCANIC E5512247 247.00 248.00 1.00 0.20
E5512248 248.00 249.00 1.00 0.25
E5512250 249.00 250.50 1.50 0.04
E5512251 250.50 252.00 1.50 0.21
E5512252 252.00 253.50 1.50 0.65
E5512253 253.50 255.00 1.50 0.14
E5512254 255.00 256.50 1.50 0.21
E5512255 256.50 258.00 1.50 0.06
E5512256 258.00 259.50 1.50 0.11
E5512257 259.50 261.00 1.50 0.02
E5512258 261.00 262.50 1.50 0.00
E5512260 262.50 264.00 1.50 0.11
E5512261 264.00 265.50 1.50 0.01
E5512262 265.50 267.00 1.50 0.30
E5512263 267.00 268.50 1.50 0.02
E5512264 268.50 270.00 1.50 0.03
E5512265 270.00 271.50 1.50 0.02
E5512266 271.50 273.00 1.50 0.01
E5512267 273.00 274.50 1.50 0.00
E5512268 274.50 276.00 1.50 0.00
E5512269 276.00 277.50 1.50 0.01
E5512270 277.50 279.00 1.50 0.01
E5512271 279.00 280.50 1.50 0.01
E5512273 280.50 282.00 1.50 0.01
E5512274 282.00 283.50 1.50 0.01
E5512275 283.50 285.00 1.50 0.01
E5512276 285.00 286.50 1.50 0.01
E5512277 286.50 288.00 1.50 0.00
E5512278 288.00 289.50 1.50 0.01
E5512279 289.50 291.00 1.50 0.01
E5512281 291.00 292.50 1.50 0.00
E5512282 292.50 294.00 1.50 0.00
E5512283 294.00 295.50 1.50 0.00
E5512284 295.50 297.00 1.50 0.00

The rock is dark grey to black with weak pervasive chlorite and weak patchy talc
throughout.  Other patchy alterations include moderate hematite. Trace amounts
to 1% of pyrite are found throughout. Veining consists of low to moderate and
consist of CAR stringers and minor veinlets. The rock is soft and is moderately
magnetic.

301.90 375.00 VMM, MAFIC VOLCANIC MASSIVE
Rock is aphanitic at top of unit and grades into fine grained down unit. The rock
is dark grey with patches of light green along fractures. Rock has weak patchy
sericite and bleaching alteration with minor hematite along some fractures. The
sericite alteration occurs mostly along fractures. Sericite alteration becomes more
prevalent down hole. Veining consists of small mm scale carbonate stringers to
cm scale carbonate veinlets. Trace to 0.5% pyrite can be found as fg pyrite.
EOH
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Hole Number: HP13-029                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512167 39.20 40.70 0.0165
E5512168 40.70 42.20 0.0510
E5512170 42.20 43.70 0.0110
E5512171 43.70 45.20 0.0080
E5512172 45.20 46.50 0.0060
E5512173 46.50 47.40 0.0460
E5512174 47.40 48.90 0.0080
E5512175 63.50 65.00 0.0120
E5512176 65.00 66.50 0.0190
E5512177 66.50 68.00 0.0550
E5512178 68.00 69.50 0.0410
E5512179 69.50 70.60 0.0126
E5512180 70.60 72.00 0.1690
E5512182 135.00 136.50 0.0060
E5512183 136.50 138.00 0.4010
E5512184 138.00 139.50 0.0500
E5512185 139.50 141.00 0.2710
E5512186 141.00 142.50 0.6120
E5512187 142.50 144.00 0.4330
E5512188 144.00 145.50 0.5150
E5512189 145.50 147.00 0.0310
E5512191 147.00 148.50 0.0340
E5512192 148.50 150.00 0.6190
E5512193 150.00 151.50 0.0279
E5512194 151.50 153.00 0.0550
E5512195 153.00 154.50 0.0130
E5512196 154.50 156.00 0.0240
E5512197 156.00 157.50 0.0580
E5512198 157.50 159.00 0.0900
E5512200 159.00 160.50 0.1220
E5512201 160.50 162.00 0.5330
E5512202 162.00 163.50 0.2910
E5512203 163.50 165.00 0.4000
E5512204 165.00 166.50 1.0400
E5512205 166.50 168.00 1.1900
E5512206 168.00 168.80 0.8290
E5512207 168.80 170.00 0.2920
E5512208 170.00 171.00 1.1400
E5512210 171.00 172.50 1.2400
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Hole Number: HP13-029                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512211 172.50 173.40 0.3860
E5512212 173.40 174.00 0.5560
E5512213 174.00 175.50 0.8940
E5512214 175.50 177.00 0.6440
E5512215 177.00 178.50 0.2870
E5512216 178.50 180.00 0.1040
E5512217 180.00 181.50 0.3280
E5512218 181.50 183.00 0.0390
E5512220 183.00 183.30 0.2970
E5512221 183.30 184.80 0.3030
E5512222 184.80 186.30 0.0420
E5512223 186.30 187.80 0.1330
E5512224 187.80 189.30 0.2160
E5512225 189.30 190.80 0.0590
E5512226 190.80 192.30 0.1300
E5512227 223.50 224.50 0.1420
E5512228 224.50 225.90 0.1370
E5512229 225.90 227.40 0.1600
E5512231 227.40 228.00 1.1900
E5512232 228.00 229.50 1.4900
E5512233 229.50 231.00 2.1200
E5512234 231.00 232.50 3.2200
E5512235 232.50 234.00 4.3500
E5512236 234.00 235.50 6.4400
E5512237 235.50 236.10 0.4080
E5512238 236.10 237.60 0.0440
E5512240 237.60 239.10 0.0595
E5512241 239.10 240.60 0.2820
E5512242 240.60 242.10 0.1960
E5512243 242.10 243.60 0.2280
E5512244 243.60 244.50 0.4500
E5512245 244.50 245.60 0.4720
E5512246 245.60 247.00 0.5550
E5512247 247.00 248.00 0.1970
E5512248 248.00 249.00 0.2530
E5512250 249.00 250.50 0.0410
E5512251 250.50 252.00 0.2070
E5512252 252.00 253.50 0.6460
E5512253 253.50 255.00 0.1400
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Hole Number: HP13-029                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512254 255.00 256.50 0.2070
E5512255 256.50 258.00 0.0620
E5512256 258.00 259.50 0.1140
E5512257 259.50 261.00 0.0190
E5512258 261.00 262.50 0.0020
E5512260 262.50 264.00 0.1140
E5512261 264.00 265.50 0.0060
E5512262 265.50 267.00 0.3020
E5512263 267.00 268.50 0.0200
E5512264 268.50 270.00 0.0270
E5512265 270.00 271.50 0.0180
E5512266 271.50 273.00 0.0060
E5512267 273.00 274.50 0.0020
E5512268 274.50 276.00 0.0040
E5512269 276.00 277.50 0.0050
E5512270 277.50 279.00 0.0050
E5512271 279.00 280.50 0.0050
E5512273 280.50 282.00 0.0060
E5512274 282.00 283.50 0.0050
E5512275 283.50 285.00 0.0070
E5512276 285.00 286.50 0.0060
E5512277 286.50 288.00 0.0040
E5512278 288.00 289.50 0.0110
E5512279 289.50 291.00 0.0050
E5512281 291.00 292.50 0.0030
E5512282 292.50 294.00 0.0040
E5512283 294.00 295.50 0.0020
E5512284 295.50 297.00 0.0010
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371116.000000 553185.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-030              DDH

Hislop Township

YES L26039

DECIMAL METRIC

212.00 -60.00

Cbetts

Garant

0 384.00

Completed: May 24, 2013Start Date: May 21, 2013

Entered On: May 22, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-030                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371116.00 North: Collar Az:

Location: Hislop Township East: 553185.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: May 21, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: May 24, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-60.00

212.00

384.00

0.00

384.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from planned Az and Dip 42.00 Mag=5331; Mag too low212.00 206.10-60.00 -60.00EZ Shot OK EZ Shot DO

93.00 Mag=5473; Mag ~low 144.00 Mag=5296; Mag too low207.10 189.20-59.50 -59.70EZ Shot DO EZ Shot DO

195.00 Mag=5515 246.00 Mag=5539211.00 214.20-59.30 -59.20EZ Shot OK EZ Shot OK

297.00 Mag=5545 348.00 Mag=5640215.10 212.40-59.40 -59.50EZ Shot OK EZ Shot OK

384.00 Mag=5566215.30 -59.60 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 19.60 HPO, OVERBURDEN
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Hole Number: HP13-030                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

19.60 191.20 VMM, MAFIC VOLCANIC MASSIVE E5512285 93.00 94.50 1.50 0.09
E5512286 94.50 96.00 1.50 0.19
E5512287 96.00 97.50 1.50 0.10
E5512288 97.50 99.00 1.50 1.02
E5512290 99.00 100.50 1.50 1.60
E5512291 100.50 102.00 1.50 1.68
E5512292 102.00 103.50 1.50 1.58
E5512293 103.50 105.00 1.50 0.42
E5512295 120.00 121.50 1.50 0.00
E5512296 121.50 122.20 0.70 0.02
E5512297 122.20 123.00 0.80 0.01
E5512298 123.00 124.00 1.00 1.35
E5512300 124.00 125.50 1.50 0.41
E5512301 125.50 126.00 0.50 0.47
E5512302 126.00 127.50 1.50 0.01
E5512303 127.50 129.00 1.50 0.02
E5512304 129.00 130.50 1.50 0.04
E5512305 130.50 132.00 1.50 0.00
E5512306 132.00 133.50 1.50 0.01
E5512307 163.60 164.90 1.30 0.08
E5512308 164.90 166.40 1.50 0.18
E5512310 166.40 167.90 1.50 0.18
E5512311 167.90 169.40 1.50 0.06
E5512312 169.40 170.90 1.50 0.48
E5512313 170.90 172.40 1.50 0.22
E5512314 172.40 173.90 1.50 0.60
E5512315 173.90 175.40 1.50 0.41
E5512316 175.40 176.80 1.40 0.58
E5512317 176.80 178.30 1.50 1.12
E5512318 178.30 179.80 1.50 0.50
E5512320 179.80 181.00 1.20 0.06
E5512321 181.00 182.00 1.00 0.57
E5512322 182.00 183.00 1.00 0.93
E5512323 183.00 184.50 1.50 1.57
E5512324 184.50 185.70 1.20 0.31
E5512325 185.70 186.70 1.00 0.51
E5512326 186.70 188.20 1.50 0.67
E5512327 188.20 189.10 0.90 0.14
E5512328 189.10 190.00 0.90 0.05
E5512330 190.00 191.20 1.20 0.13

The rock is fine grained/aphanitic and is dark grey with a green tint. Weak to
moderate hematite and bleaching occur throughout unit and become stronger
down unit closer to the syenite contact. weak patchy sericite occurs close to the
syenite contact.  Pyrite ranges from vfg-fg fracture controlled, fracture filling,
blebby and disseminated and concentrations range from 0.5-1% throughout with
sections up to 3-4%.  Veining primarily consists of low concentrations of CAR
stringers and fracture fillings with minor amounts of small veinlets. Rock is hard
and moderately magnetic.

INtervals of interest:
100.5-103.5m: section is moderately bleached with some minor hematite
alteration. 1-2% CAR stringers+veinlets and 1-3% vfg dissem+fg pyrite occur
throughout.
166.5-185.7 m: 2-3% VFG disseminated pyrite with some fracture controlled
mineralization with patches up to 4-5% vfg disseminated pyrite located within
the lower sections of mafic volcanic approximately 5-6 meters above the syenite
contact. Patchy moderate hematite/ patchy weak sericite and some moderate
bleaching.
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Hole Number: HP13-030                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

191.20 273.00 ISO, SYENITIC INTRUSIVE E5512331 191.20 192.70 1.50 0.03
E5512332 192.70 194.20 1.50 0.01
E5512333 267.00 268.50 1.50 0.19
E5512334 268.50 270.00 1.50 0.09
E5512335 270.00 271.50 1.50 0.09
E5512336 271.50 273.00 1.50 0.19

The rock is fine-medium grained and is light pink with sections of light grey and
green. This rock has moderately hematite alteread sections as well as weak
patchy bleached sections. Pyrite ranges from vfg-fg fracture controlled, fracture
filling, blebby and disseminated and concentrations range from trace to 1%
throughout.  Veining primarily consists of weak concentrations of CAR stringers
and fracture fillings with minor amounts of small veinlets and brecciated veining.
The rock is hard and nonmagnetic.

273.00 357.00 VUO, ULTRAMAFIC VOLCANIC E5512337 273.00 274.50 1.50 1.78
E5512338 274.50 276.00 1.50 0.23
E5512340 276.00 276.60 0.60 0.28
E5512341 276.60 277.60 1.00 0.16
E5512342 277.60 279.00 1.40 0.08
E5512343 279.00 280.50 1.50 0.03
E5512344 280.50 282.00 1.50 0.01

The rock is dark grey to black with weak pervasive chlorite and weak patchy talc
throughout.  Other patchy alterations include moderate hematite. Trace amounts
to 1% of pyrite are found throughout. Veining consists of low to moderate and
consist of CAR stringers and minor veinlets. The rock is soft and is moderately
magnetic.

357.00 384.00 VMM, MAFIC VOLCANIC MASSIVE
Rock is aphanitic at top of unit and grades into fine grained down unit. The rock
is dark grey with patches of light green along fractures. Rock has weak patchy
sericite alteration. The sericite alteration occurs mostly along fractures. Sericite
alteration becomes more prevalent down hole. Veining consists of small mm
scale carbonate stringers to cm scale carbonate veinlets. Trace to 0.5% pyrite
can be found as fg pyrite.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512285 93.00 94.50 0.0924
E5512286 94.50 96.00 0.1870
E5512287 96.00 97.50 0.0950
E5512288 97.50 99.00 1.0200
E5512290 99.00 100.50 1.6000
E5512291 100.50 102.00 1.6800
E5512292 102.00 103.50 1.5800
E5512293 103.50 105.00 0.4165
E5512295 120.00 121.50 0.0015
E5512296 121.50 122.20 0.0170
E5512297 122.20 123.00 0.0110
E5512298 123.00 124.00 1.3500
E5512300 124.00 125.50 0.4050
E5512301 125.50 126.00 0.4710
E5512302 126.00 127.50 0.0110
E5512303 127.50 129.00 0.0220
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Hole Number: HP13-030                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512304 129.00 130.50 0.0430
E5512305 130.50 132.00 0.0040
E5512306 132.00 133.50 0.0136
E5512307 163.60 164.90 0.0825
E5512308 164.90 166.40 0.1830
E5512310 166.40 167.90 0.1750
E5512311 167.90 169.40 0.0620
E5512312 169.40 170.90 0.4790
E5512313 170.90 172.40 0.2240
E5512314 172.40 173.90 0.6040
E5512315 173.90 175.40 0.4100
E5512316 175.40 176.80 0.5790
E5512317 176.80 178.30 1.1200
E5512318 178.30 179.80 0.5030
E5512320 179.80 181.00 0.0560
E5512321 181.00 182.00 0.5740
E5512322 182.00 183.00 0.9280
E5512323 183.00 184.50 1.5700
E5512324 184.50 185.70 0.3060
E5512325 185.70 186.70 0.5070
E5512326 186.70 188.20 0.6690
E5512327 188.20 189.10 0.1400
E5512328 189.10 190.00 0.0460
E5512330 190.00 191.20 0.1320
E5512331 191.20 192.70 0.0270
E5512332 192.70 194.20 0.0127
E5512333 267.00 268.50 0.1860
E5512334 268.50 270.00 0.0900
E5512335 270.00 271.50 0.0870
E5512336 271.50 273.00 0.1910
E5512337 273.00 274.50 1.7800
E5512338 274.50 276.00 0.2300
E5512340 276.00 276.60 0.2760
E5512341 276.60 277.60 0.1630
E5512342 277.60 279.00 0.0770
E5512343 279.00 280.50 0.0263
E5512344 280.50 282.00 0.0130
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GRAPHIC SUMMARY REPORT

0

8.20
HPO

8.20

34.40
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34.40

108.10
VUO

108.10

145.20
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145.20

237.40
VUO

237.40

239.50
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371242.000000 552555.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-031              DDH

Hislop Township

YES L26540

DECIMAL METRIC

32.00 -70.00

sgignac

Garant

Hole ended short of target due to a fault that could not be drilled through

0 240.90

Completed: May 24, 2013Start Date: May 22, 2013

Entered On: May 24, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-031                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371242.00 North: Collar Az:

Location: Hislop Township East: 552555.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: May 22, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: May 24, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-70.00

32.00

240.90

0.00

240.90

Comments: Hole ended short of target due to a fault that could not be drilled through

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collarfrom first good reading 27.00 Mag Field = 570538.60 38.60-69.30 -69.30EZ Shot OK EZ Shot OK

50.00 Mag Field = 373; Mag too low, Az clearly no good 100.00 Mag Field =55777.50 47.30-68.10 -67.70EZ Shot DO EZ Shot OK

150.00 Mag Field = 5559 200.00 Mag Field = 554248.20 50.40-67.30 -67.20EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 8.20 HPO, OVERBURDEN
Casing up to 9m. About 80cm of core recovered.

8.20 34.40 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY
Light pink in colour. Fine to medium grained. Patchy seracite alteration. Contains
large (20-30cm) QTZ/CAR veins as well as veinlets and stringers at 50-60
degrees TCA. Trace vfg disseminated pyrite.

34.40 108.10 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANIC
Rock is dark grey to black in colour. Aphanitic to fine grained. Strong pervasive
chlorite alteration and weak, patchy talc and seracite alteration. Contains 3-4%
CAR/QTZ veinlets, stringers and fracture filling. Trace vfg disseminated pyrite
that's locally medium grained. Two mafic intrusions are present from 84.9-85.9m
and from 88.1-88.6m both with distinct contacts at 50-60 degrees TCA. Rock is
very soft with patchy, moderate magnetism.

108.10 145.20 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY
Rock is light pink in colour. Fine to medium grained with medium grained
phenocrysts. Strong, pervasive silicification. Weak QTZ/CAR veinlets and
stringers at 50-60 degrees TCA. Trace pyrite disseminated throughout. Distinct
upper contact at 20-30 degrees TCA. Rock is hard with no magnetism.
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Hole Number: HP13-031                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

145.20 237.40 VUO, ULTRAMAFIC VOLCANIC E5513737 217.90 219.00 1.10 0.04
E5513738 219.00 220.50 1.50 0.04
E5513739 220.50 222.00 1.50 0.01
E5513741 222.00 223.50 1.50 0.00
E5513742 223.50 225.00 1.50 0.00
E5513743 225.00 226.50 1.50 0.05
E5513744 226.50 228.00 1.50 0.07
E5513745 228.00 229.50 1.50 0.07
E5513746 229.50 231.10 1.60 0.04
E5513747 231.10 231.50 0.40 0.05
E5513748 231.50 232.20 0.70 0.06
E5513749 232.20 232.50 0.30 0.01
E5513751 232.50 234.00 1.50 0.05
E5513752 234.00 235.50 1.50 0.03
E5513753 235.50 237.00 1.50 0.03
E5513754 237.00 237.40 0.40 0.02

ULTRAMAFIC VOLCANICS
Rock is dark grey to black in colour. Aphanitic to fine grained. Strong, pervasive
chlorite alteration and weak, patchy talc and seracite alteration. Moderate
CAR/QTZ veinlets, stringers and fracture fills at various angles TCA. Trace vfg
disseminated pyrite that is locally medium grained. Sulfides are locally associated
with seracite alteration. Two mafic intrusions are present from 149.3-151.4m and
from 153.5-155.0m both with distinct contacts at 20-30 degrees TCA. Ultramafic
intrusion present at 155.9-156.5m with distinct upper and lower contacts at
30-40 degrees TCA. Another ultramafic intrusion present from 203.3-205.2m
with distinct upper and lower contacts at 50-60 degrees TCA. A final mafic
intrusion is present from 232.2-232.5m with distinct upper and lower contacts at
50-60 degrees TCA. Rock is very soft with moderate, patchy magnetism.
Interval of interest:
231.1-231.5m - Slight increase in sulphides due to strong seracite alteration

237.40 239.50 VUO, ULTRAMAFIC VOLCANIC E5513755 237.40 238.50 1.10 1.55
E5513756 238.50 239.50 1.00 1.49ULTRAMAFIC VOLCANICS

Rock is dark grey to black in colour. Aphanitic to fine grained. Strong, pervasive
seracite alteration and weak pervasive chlorite alteration. Moderate CAR/QTZ
veinlets and fracture fills at various angles TCA. Up to 3% very fine to fine
grained disseminated pyrite associated with seracite alteration. Amount of
sulphides increases closer to syenite contact. Rock is very soft with no
magnetism.
Interval of interest:
238.5-239.5m - Increase in suphides associated with seracite alteration close to
syenite contact

239.50 240.90 ISO, SYENITIC INTRUSIVE E5513758 239.50 240.00 0.50 1.04
E5513759 240.00 240.90 0.90 1.53SYENITIC INTRUSION

Rock is a light grey colour. Fine grained with medium grained
pheoncrysts,possibly of albite. Strong silicification pervasive throughout with
moderate, patchy albite alteration. Weak CAR/QTZ stringers are present. Up to
1% vfg disseminated pyrite present close to ultramafic contact. Rock is hard with
no magnetism. Distinct upper contact at about 50-60 degrees TCA.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513737 217.90 219.00 0.0390
E5513738 219.00 220.50 0.0390
E5513739 220.50 222.00 0.0070
E5513741 222.00 223.50 0.0010
E5513742 223.50 225.00 0.0005
E5513743 225.00 226.50 0.0540
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Hole Number: HP13-031                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513744 226.50 228.00 0.0680
E5513745 228.00 229.50 0.0710
E5513746 229.50 231.10 0.0360
E5513747 231.10 231.50 0.0510
E5513748 231.50 232.20 0.0640
E5513749 232.20 232.50 0.0105
E5513751 232.50 234.00 0.0490
E5513752 234.00 235.50 0.0280
E5513753 235.50 237.00 0.0300
E5513754 237.00 237.40 0.0220
E5513755 237.40 238.50 1.5500
E5513756 238.50 239.50 1.4900
E5513758 239.50 240.00 1.0400
E5513759 240.00 240.90 1.5300
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371116.000000 553185.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-032              DDH

Hislop Township

YES L26039

DECIMAL METRIC

212.00 -70.00

cbetts

Garant

0 411.30

Completed: May 27, 2013Start Date: May 24, 2013

Entered On: May 25, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-032                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371116.00 North: Collar Az:

Location: Hislop Township East: 553185.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: May 24, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: May 27, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-70.00

212.00

411.30

0.00

411.30

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 CollarAz from planned, Dip from first actual dip 42.00 MAG field=5368; Mag too low212.00 201.30-70.80 -70.80EZ Shot OK EZ Shot OK

93.00 MAG field=5458; Mag ~low 144.00 MAG field=5700208.10 211.50-71.50 -71.40EZ Shot OK EZ Shot OK

195.00 MAG field=5505 246.00 MAG field=5498216.70 214.50-71.80 -70.00EZ Shot OK EZ Shot OK

297.00 MAG field=5559 348.00 MAG field=5578214.70 214.90-72.00 -71.80EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 19.40 HPO, OVERBURDEN

19.40 34.00 VMM, MAFIC VOLCANIC MASSIVE
The rock is fine grained/aphanitic and is dark grey with a green tint. Weak
patchy hematite and bleaching occur throughout unit. Pyrite ranges from vfg-fg
fracture controlled, fracture filling, blebby and disseminated and concentrations
range from 0.5-1% throughout. Veining primarily consists of low concentrations
of CAR stringers and fracture fillings with minor amounts of small veinlets. Rock
is hard and moderately magnetic

34.00 46.50 VGO, GABBRO
Amphibole Gabbro: Rock is fine to medium grained dark grey with a light green
mottled texture. Visible minerals are black amphiboles, light grey to tan feldspars
and minor biotite. UC is gradational chilled margin from aphanitic to meidum
grain over ~1.5 m. Rock is weakly chloritized with 0.5-1% CAR stringers and
small mm scale veinlets. Pyrite occurs as fg fracture controlled and filling pyrite
in concentrations from 0.5-1%.
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Hole Number: HP13-032                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

46.50 184.80 VMM, MAFIC VOLCANIC MASSIVE E5512345 104.00 105.50 1.50 0.03
E5512346 105.50 107.00 1.50 0.22
E5512347 107.00 108.50 1.50 2.68
E5512348 108.50 110.00 1.50 5.38
E5512350 110.00 111.50 1.50 2.52
E5512351 111.50 113.00 1.50 0.72
E5512352 113.00 114.50 1.50 0.11
E5512353 114.50 115.50 1.00 0.34
E5512354 115.50 116.40 0.90 1.31
E5512355 116.40 117.50 1.10 0.23
E5512356 117.50 119.10 1.60 0.68
E5512357 119.10 120.00 0.90 0.51
E5512358 120.00 121.50 1.50 0.08
E5512360 121.50 123.00 1.50 0.46
E5512361 123.00 124.50 1.50 2.89
E5512362 124.50 126.00 1.50 0.21
E5512363 126.00 127.50 1.50 0.03
E5512364 127.50 129.00 1.50 0.00
E5512365 129.00 130.30 1.30 0.00
E5512366 130.30 131.80 1.50 0.02
E5512367 131.80 133.20 1.40 0.02
E5512368 133.20 134.20 1.00 0.01
E5512370 134.20 135.20 1.00 0.01
E5512371 135.20 136.20 1.00 0.01

Same as VMM above (19.4-34 m):
The rock is fine grained/aphanitic and is dark grey with a green tint. Weak
patchy hematite and bleaching occur throughout unit. Hematite alteration
becomes stronger down unit.  Pyrite ranges from vfg-fg fracture controlled,
fracture filling, blebby and disseminated and concentrations range from 0.5-1%
throughout with a section up to 4%. Veining primarily consists of low
concentrations of CAR stringers and fracture fillings with minor amounts of small
veinlets. Rock is hard and moderately magnetic. UC is sharp at 80-90 deg TCA.
Intervals of interest:
find meters..

184.80 232.40 VMP, VOLCANIC MASSIVE PILLOWED E5512372 224.90 226.40 1.50 0.02
E5512373 226.40 227.90 1.50 0.02
E5512374 227.90 229.40 1.50 0.02
E5512375 229.40 230.90 1.50 0.01
E5512376 230.90 232.40 1.50 0.00

The rock is fine grained/aphanitic and is dark grey with a green tint. Pillow
selvedges are mm to cm in scale. Weak to strong patchy hematite and weak
patchy bleaching occur throughout unit. Hematite alteration is strong within
minor mafic intrusions.  Pyrite ranges from vfg-fg fracture controlled, fracture
filling, blebby and disseminated and concentrations range from 0.5-1%. Veining
primarily consists of low concentrations of CAR stringers and fracture fillings with
minor amounts of small veinlets. Rock is hard and moderately magnetic. UC is
sharp at 80-90 deg TCA.
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Hole Number: HP13-032                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

232.40 377.30 ISO, SYENITIC INTRUSIVE E5512377 232.40 233.90 1.50 0.18
E5512378 233.90 235.40 1.50 0.32
E5512379 235.40 236.90 1.50 5.42
E5512380 236.90 238.40 1.50 0.22
E5512381 238.40 239.90 1.50 0.17
E5512382 239.90 241.40 1.50 0.07
E5512383 241.40 242.00 0.60 0.02
E5512385 368.80 370.30 1.50 0.25
E5512386 370.30 371.80 1.50 0.38
E5512387 371.80 372.80 1.00 0.11
E5512388 372.80 374.30 1.50 0.11
E5512390 374.30 375.80 1.50 0.09
E5512391 375.80 377.30 1.50 0.20

The rock is fine-medium grained and is light pink with sections of light grey red
and green. This rock has moderately hematite alteread sections as well as
moderate bleaching, weak patchy epidote, and weak to moderate patchy sericite.
Moderate to strong hematite alteration occurs in patches and dissipates down
unit. Pyrite ranges from vfg-fg fracture controlled, fracture filling, blebby and
concentrations range from trace to 1% throughout.  Veining primarily consists of
weak concentrations of CAR stringers and fracture fillings with minor amounts of
small veinlets and brecciated veining with a massive CAR+/-QTZ vein from
291.5-292.4 m. The rock is hard and nonmagnetic.

377.30 411.30 VUO, ULTRAMAFIC VOLCANIC E5512392 377.30 378.50 1.20 0.23
E5512393 378.50 380.00 1.50 0.32
E5512394 380.00 381.50 1.50 0.48
E5512395 381.50 382.50 1.00 0.55
E5512396 382.50 384.00 1.50 0.14
E5512397 384.00 385.00 1.00 0.07
E5512398 385.00 385.80 0.80 0.76
E5512400 385.80 387.00 1.20 0.18
E5512401 387.00 388.50 1.50 0.05
E5512402 388.50 389.50 1.00 0.06
E5512403 389.50 390.50 1.00 0.17
E5512404 390.50 391.50 1.00 0.01
E5512405 391.50 393.00 1.50 0.01
E5512406 393.00 394.50 1.50 1.01
E5512407 394.50 396.00 1.50 0.01
E5512408 396.00 397.50 1.50 0.01

The rock is dark grey to black with patches of red and grey. Weak pervasive
chlorite and weak patchy talc throughout.  Other patchy alterations include weak
hematite. Minor mafic intrusions occur throughout the unit. Trace amounts to 1%
of pyrite are found throughout. Veining consists of low to moderate and consist
of CAR stringers and minor veinlets. The rock is soft and is moderately magnetic.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512345 104.00 105.50 0.0275
E5512346 105.50 107.00 0.2180
E5512347 107.00 108.50 2.6800
E5512348 108.50 110.00 5.3800
E5512350 110.00 111.50 2.5200
E5512351 111.50 113.00 0.7220
E5512352 113.00 114.50 0.1100
E5512353 114.50 115.50 0.3430
E5512354 115.50 116.40 1.3100
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Hole Number: HP13-032                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512355 116.40 117.50 0.2250
E5512356 117.50 119.10 0.6810
E5512357 119.10 120.00 0.5070
E5512358 120.00 121.50 0.0780
E5512360 121.50 123.00 0.4625
E5512361 123.00 124.50 2.8900
E5512362 124.50 126.00 0.2110
E5512363 126.00 127.50 0.0270
E5512364 127.50 129.00 0.0040
E5512365 129.00 130.30 0.0040
E5512366 130.30 131.80 0.0150
E5512367 131.80 133.20 0.0160
E5512368 133.20 134.20 0.0120
E5512370 134.20 135.20 0.0095
E5512371 135.20 136.20 0.0070
E5512372 224.90 226.40 0.0180
E5512373 226.40 227.90 0.0200
E5512374 227.90 229.40 0.0150
E5512375 229.40 230.90 0.0090
E5512376 230.90 232.40 0.0030
E5512377 232.40 233.90 0.1770
E5512378 233.90 235.40 0.3170
E5512379 235.40 236.90 5.4200
E5512380 236.90 238.40 0.2150
E5512381 238.40 239.90 0.1650
E5512382 239.90 241.40 0.0690
E5512383 241.40 242.00 0.0220
E5512385 368.80 370.30 0.2480
E5512386 370.30 371.80 0.3750
E5512387 371.80 372.80 0.1050
E5512388 372.80 374.30 0.1110
E5512390 374.30 375.80 0.0880
E5512391 375.80 377.30 0.1970
E5512392 377.30 378.50 0.2300
E5512393 378.50 380.00 0.3180
E5512394 380.00 381.50 0.4790
E5512395 381.50 382.50 0.5480
E5512396 382.50 384.00 0.1390
E5512397 384.00 385.00 0.0690
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Hole Number: HP13-032                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512398 385.00 385.80 0.7600
E5512400 385.80 387.00 0.1760
E5512401 387.00 388.50 0.0520
E5512402 388.50 389.50 0.0610
E5512403 389.50 390.50 0.1720
E5512404 390.50 391.50 0.0110
E5512405 391.50 393.00 0.0110
E5512406 393.00 394.50 1.0100
E5512407 394.50 396.00 0.0120
E5512408 396.00 397.50 0.0050
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ISO

420.20

441.00
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371185.000000 552605.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-033              DDH

Hislop Township

YES L26540

DECIMAL METRIC

32.00 -65.00

sgignac

Garant

0 441.00

Completed: May 28, 2013Start Date: May 24, 2013

Entered On: May 27, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Hole Number: HP13-033                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371185.00 North: Collar Az:

Location: Hislop Township East: 552605.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: May 24, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: May 28, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-65.00

32.00

441.00

0.00

441.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar from first good reading 30.00 Mag Field = 571233.40 33.40-65.00 -65.00EZ Shot OK EZ Shot OK

50.00 Mag Field = 5694 100.00 Mag Field = 561732.70 37.10-64.50 -63.80EZ Shot OK EZ Shot OK

150.00 Mag Field = 5603 200.00 Mag Field = 555339.00 43.00-63.90 -63.70EZ Shot OK EZ Shot OK

250.00 Mag Field = 5553 300.00 Mag Field = 554547.90 51.50-63.60 -63.50EZ Shot OK EZ Shot OK

351.00 Mag Field = 5562 400.00 Mag Field = 5447; Mag ~low, suspect Az off54.40 70.20-62.90 -62.60EZ Shot OK EZ Shot DO

441.00 Mag Field = 552469.40 -62.30 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 8.50 HPO, OVERBURDEN

8.50 51.70 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY
Rock is a light green colour. Very fine to fine grained. Moderate, pervasive
sericite alteration as well as strong, patchy silicification. Weak, patchy alterations
of fuchsite can be seen towards the beginning of the hole and around the
contact with the ultramafics. Weak QTZ/CAR veinlets and stringers present at an
angle of 50-60 degrees TCA. Trace vfg disseminated pyrite throughout unti. Rock
is hard with no magnetism.

51.70 101.40 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Strong, pervasive
chlorite alteration and weak, patchy talc and sericite alteration. Minor alterations
of fuchsite present around upper contact with IPF. Distinct upper contact at
50-60 degrees TCA. Moderate CAR/QTZ veinlets, stringers and fracture fills at
various angles TCA. Trace vfg to fg disseminated pyrite that is locally medium
grained. Sulphides are also locally associated with sericite alteration. Rock is very
soft with patchy magnetism.
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Hole Number: HP13-033                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

101.40 111.20 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY
Rock is a light pink colour. Fine to medium grained. Moderate, patchy albite
alteration. Weak QTZ/CAR veining at 50-60 degrees TCA. Up to 1% vfg
disseminated pyrite that is locally medium grained. Distinct upper contact at 90
degrees TCA. Rock is hard with no magnetism.

111.20 122.50 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Strong, pervasive
chlorite alteration and weak, patchy sericite and talc alteration. Moderate
CAR/QTZ veinlets, stringers and fracture fills. Up to 1% vfg disseminated pyrite
present that is locally medium grained. Distinct upper contact at about 60
degrees TCA. Rock is very soft with patchy magnetism.

122.50 171.30 IPF, FELDSPAR PORPYRY
FELDSPAR POPHYRY
Rock is light pink in colour. Fine to medium grained. Strong, pervasive
silicification. Weak QTZ/CAR veinlets and stringers at 50-60 degrees TCA. Up to
0.75% vfg disseminated pyrite that is locally medium grained. Distinct upper
contact at about 60 degees TCA. Rock is hard with no magnetism.

171.30 206.00 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANIC
Rock is dark grey to black. Aphanitic to very fine grained. Strong, pervasive
chlorite alteration and weak, patchy sericite and talc alteration. Moderate
CAR/QTZ veinlets, stringers and fracture fills at various angles TCA. Trace vfg
disseminated pyrite, locall medium grained. Sulphides are locally associated with
sericite alteration. Rock is very soft with patchy magnetism. Distinct upper
contact at about 60 degrees TCA.

206.00 225.70 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHRY
Rock is burgand in colour. Fine to medium grained. Strong, pervasive hematite
alteration. Very weak hematite stringers present at various angles TCA. Trace vfg
disseminated pyrite is present. Rock is hard with no magnetism. Distinct upper
contact at about 40-50 degrees TCA.
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Hole Number: HP13-033                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

225.70 257.50 VUO, ULTRAMAFIC VOLCANIC E5513760 237.70 238.30 0.60 0.10
E5513762 238.30 239.30 1.00 0.07
E5513763 239.30 240.00 0.70 1.87
E5513764 240.00 241.50 1.50 1.19
E5513765 241.50 243.00 1.50 0.24
E5513766 243.00 244.20 1.20 0.23
E5513767 244.20 245.30 1.10 0.07
E5513768 245.30 246.00 0.70 0.09
E5513769 246.00 247.50 1.50 0.01
E5513770 247.50 249.00 1.50 0.10
E5513771 249.00 250.50 1.50 0.07
E5513772 250.50 252.00 1.50 0.07
E5513773 252.00 253.50 1.50 0.10
E5513774 253.50 255.00 1.50 0.03
E5513775 255.00 256.50 1.50 0.39
E5513777 256.50 257.50 1.00 23.10

ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Pervasive chlorite
alteration, strong above mafic intrusions and weak between them.Above mafic
intrusions, weak and patch sericite alteration is present. Both mafic intrusions
have moderate, patchy magnetite alteration. Weak CAR/QTZ facture fills at
various angles TCA. Trace vfg-fg disseminated pyrite that is locally medium
grained. Pyrite is locally associated with sericite alteration. Amount of sulphides
increases to 1% close to contact with intrusive syenite. Rock is very soft with
patch magnetism. Distinct upper contact at about 20 degrees TCA along a
fracture.

257.50 288.10 ISO, SYENITIC INTRUSIVE E5513778 257.50 258.00 0.50 14.70
E5513779 258.00 259.50 1.50 9.36
E5513781 259.50 261.00 1.50 3.70
E5513782 261.00 262.50 1.50 1.83
E5513783 262.50 264.00 1.50 2.11
E5513784 264.00 264.60 0.60 1.34
E5513785 264.60 266.00 1.40 0.39
E5513786 266.00 267.00 1.00 1.44
E5513787 267.00 268.50 1.50 0.99
E5513788 268.50 270.00 1.50 0.85
E5513789 270.00 271.50 1.50 0.44
E5513791 271.50 273.00 1.50 0.20
E5513792 273.00 274.20 1.20 0.17
E5513793 274.20 275.80 1.60 0.03
E5513794 275.80 277.10 1.30 0.33
E5513795 277.10 278.00 0.90 1.14
E5513796 278.00 279.00 1.00 0.24
E5513797 279.00 280.50 1.50 0.20
E5513798 280.50 282.00 1.50 0.34
E5513799 282.00 283.50 1.50 0.15
E5513801 283.50 284.20 0.70 0.12
E5513802 284.20 284.90 0.70 0.14
E5513803 284.90 286.00 1.10 0.24
E5513804 286.00 287.00 1.00 0.40
E5513805 287.00 288.10 1.10 0.36

INTRUSIVE SYENITE
Rock is light grey in colour. Fine to medium grained. Moderate, pervasive
silicification with weak, patchy hematite and epidote alteration. Moderate
CAR/QTZ stringers and fracture fills present at an angle of 50-60 degrees TCA.
Up to 1.5% fg disseminated pyrite pesent that is locally medium grained. Distinct
upper contact at an angle of about 60 degrees TCA. Rock is hard with no
magnetism. Mafic intrusion is present from 274.2-275.8m.
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Hole Number: HP13-033                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

288.10 375.70 ISO, SYENITIC INTRUSIVE E5513806 288.10 289.00 0.90 0.71
E5513807 289.00 290.00 1.00 0.33
E5513808 290.00 291.00 1.00 0.42
E5513809 291.00 292.50 1.50 0.31
E5513811 292.50 294.00 1.50 0.17
E5513812 294.00 295.50 1.50 0.23
E5513813 295.50 297.00 1.50 0.04

ALBITIC SYENITE
Rock is deep purple in colour. Fine to medium grained. Moderate, pervasive
silicification. Sequence of moderate patchy hematite and epidote alteration with
strong,pervasive epidote alteration. Weak CAR/QTZ stringers and fracture fills at
an angle of 50-60 degrees TCA. Up to 0.5% vfg disseminated pyrite that is
locally meduim grained. Distinct upper contact at about 50-60 degrees TCA. Rock
is hard with no magnetism. Mafic intrusion present from 338.4-340.8m.

375.70 407.40 ISO, SYENITIC INTRUSIVE
HEMATITIC SYENITE INTRUSION
Rock is burgandy in colour. Fine to medium grained. Moderate, pervasive
silicification and strong, pervasive hematite alteration. Very weak CAR/QTZ
stringers and fracture fills at an angle of 50-60 degrees TCA. Trace vfg
disseminated pyrite that is locally medium grained. Mafic intrusions present from
376.9-377.9m, from 397.9-401.1m, and from 404.4-406.2m. Rock is hard with
no magnetism. Upper contact is indistinct and intrusive.

407.40 420.20 ISO, SYENITIC INTRUSIVE
INTRUSIVE SYENITE
Rock is light grey in colour. Fine to medium grained. Moderate, pervasive
silicification and weak, patchy hematite alteration. Weak CAR/QTZ veinlets and
stringers and angles of 30-60 degrees TCA. Trace vfg disseminated pyrite that is
locally fine grained. Upper contact is indistinct and intrusive. Rock is hard with no
magnetism. Underlying VMM unit appears in places throughout unit.

420.20 441.00 VMM, MAFIC VOLCANIC MASSIVE
MAFIC VOLCANICS
Rock is dark grey to black in colour. Aphanitic to fine grained. Weak, patchy
hematite and leucoxene alteration. Weak CAR/QTZ veinlets and stringers and
angles of 50-60 degrees TCA. Up to 1% vfg disseminated pyrite that is locally
fine grained. Rock is hard and strongly magnetic

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513760 237.70 238.30 0.1030
E5513762 238.30 239.30 0.0700
E5513763 239.30 240.00 1.8700
E5513764 240.00 241.50 1.1900
E5513765 241.50 243.00 0.2380
E5513766 243.00 244.20 0.2300
E5513767 244.20 245.30 0.0740
E5513768 245.30 246.00 0.0900
E5513769 246.00 247.50 0.0050
E5513770 247.50 249.00 0.0950
E5513771 249.00 250.50 0.0720
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Hole Number: HP13-033                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513772 250.50 252.00 0.0716
E5513773 252.00 253.50 0.0990
E5513774 253.50 255.00 0.0290
E5513775 255.00 256.50 0.3930
E5513777 256.50 257.50 23.1000
E5513778 257.50 258.00 14.7000
E5513779 258.00 259.50 9.3600
E5513781 259.50 261.00 3.7000
E5513782 261.00 262.50 1.8300
E5513783 262.50 264.00 2.1100
E5513784 264.00 264.60 1.3400
E5513785 264.60 266.00 0.3860
E5513786 266.00 267.00 1.4400
E5513787 267.00 268.50 0.9880
E5513788 268.50 270.00 0.8510
E5513789 270.00 271.50 0.4370
E5513791 271.50 273.00 0.2030
E5513792 273.00 274.20 0.1740
E5513793 274.20 275.80 0.0300
E5513794 275.80 277.10 0.3330
E5513795 277.10 278.00 1.1400
E5513796 278.00 279.00 0.2380
E5513797 279.00 280.50 0.1960
E5513798 280.50 282.00 0.3350
E5513799 282.00 283.50 0.1540
E5513801 283.50 284.20 0.1180
E5513802 284.20 284.90 0.1420
E5513803 284.90 286.00 0.2380
E5513804 286.00 287.00 0.4030
E5513805 287.00 288.10 0.3630
E5513806 288.10 289.00 0.7140
E5513807 289.00 290.00 0.3250
E5513808 290.00 291.00 0.4215
E5513809 291.00 292.50 0.3050
E5513811 292.50 294.00 0.1740
E5513812 294.00 295.50 0.2270
E5513813 295.50 297.00 0.0440
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371075.000000 533212.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-034              DDH

Hislop Township

YES L26039

DECIMAL METRIC

212.00 -60.00

cbetts

Garant

153.5-156.4 m: Ends of section do not match, core possibly missing

0 339.00

Completed: Jun 03, 2013Start Date: May 27, 2013

Entered On: May 28, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-034                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371075.00 North: Collar Az:

Location: Hislop Township East: 533212.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: May 27, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jun 03, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-60.00

212.00

339.00

0.00

339.00

Comments: 153.5-156.4 m: Ends of section do not match, core possibly missing

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from planned values 48.00 Mag=5340; Mag too low, suspect Az off212.00 199.50-60.00 -59.40EZ Shot OK EZ Shot DO

99.00 5458 150.00 5521214.20 217.30-60.00 -60.60EZ Shot OK EZ Shot OK

201.00 5544 257.00 MAG field=5603221.00 222.30-60.60 -60.70EZ Shot OK EZ Shot OK

306.00 MAG field=5603 336.00 MAG field=5597224.30 224.00-61.00 -61.00EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 23.40 HPO, OVERBURDEN
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Hole Number: HP13-034                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

23.40 157.60 VMM, MAFIC VOLCANIC MASSIVE E5512410 84.00 85.50 1.50 0.10
E5512411 85.50 87.00 1.50 0.02
E5512412 87.00 88.50 1.50 0.17
E5512413 88.50 90.00 1.50 0.31
E5512414 90.00 91.50 1.50 0.10
E5512415 91.50 93.00 1.50 0.10
E5512416 93.00 94.50 1.50 0.22
E5512417 94.50 96.00 1.50 0.01
E5512418 96.00 97.50 1.50 0.23
E5512420 97.50 98.80 1.30 0.72
E5512421 98.80 100.30 1.50 0.06
E5512422 100.30 101.80 1.50 0.02
E5512424 109.80 111.00 1.20 0.03
E5512425 111.00 112.50 1.50 0.32
E5512426 112.50 114.00 1.50 0.29
E5512427 114.00 115.50 1.50 0.15
E5512428 115.50 117.00 1.50 0.14
E5512430 117.00 118.50 1.50 0.63
E5512431 118.50 119.00 0.50 0.12
E5512432 119.00 120.20 1.20 0.29
E5512433 120.20 121.40 1.20 0.09
E5512434 121.40 122.40 1.00 0.16
E5512435 122.40 123.50 1.10 0.53
E5512436 123.50 124.10 0.60 0.71
E5512437 124.10 125.30 1.20 0.00
E5512438 125.30 126.80 1.50 0.38
E5512440 126.80 128.00 1.20 0.11
E5512441 128.00 129.00 1.00 0.10
E5512442 129.00 130.30 1.30 0.08
E5512443 130.30 131.50 1.20 0.11
E5512444 131.50 132.50 1.00 0.34
E5512445 132.50 133.40 0.90 0.20
E5512446 133.40 134.80 1.40 0.42
E5512447 134.80 136.30 1.50 0.50
E5512448 136.30 137.80 1.50 0.20
E5512450 137.80 139.00 1.20 0.48
E5512451 139.00 139.90 0.90 1.05
E5512452 139.90 141.40 1.50 0.40
E5512453 141.40 142.90 1.50 0.82
E5512454 142.90 144.40 1.50 1.20
E5512455 144.40 145.90 1.50 0.30
E5512456 145.90 147.40 1.50 0.35
E5512457 147.40 148.90 1.50 0.29

The rock is fine grained/aphanitic and is dark grey with a green tint to light grey
and deep red. moderate to strong patchy hematite and bleaching occur
throughout unit. Lower half of uit is more highlky altered than upper half, the
lower half of the unit has strong hematite alteration.  Pyrite ranges from vfg-fg
fracture controlled, fracture filling, blebby and disseminated and concentrations
range from 0.5-1% throughout with large sections (1-3m) of up to 3-5% vfg
dissem pyrite. Veining primarily consists of low concentrations of CAR stringers
and fracture fillings with minor amounts of small veinlets. Rock is hard and
moderately magnetic
Intervals of interest:
119.6-157.6 m: Interval has strongly hematite altered sections as well as 1-3 m
sections which are moderately to strongly bleached. Overall pyrite consists of fg
blebby pyrite from 0.5-1%.  Strongly bleached sections have increase in
sulphides of up to 3-5% vfg disseminated pyrite. Veining consists of carbonate
stringers, veinlets, and fracture filling.
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Hole Number: HP13-034                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5512458 148.90 149.50 0.60 0.47
E5512460 149.50 150.00 0.50 1.11
E5512461 150.00 151.50 1.50 0.90
E5512462 151.50 152.00 0.50 0.80
E5512463 152.00 153.10 1.10 0.66
E5512464 153.10 153.90 0.80 0.39
E5512465 153.90 155.40 1.50 0.03
E5512466 155.40 156.90 1.50 0.13
E5512467 156.90 157.60 0.70 0.10

157.60 243.80 ISO, SYENITIC INTRUSIVE E5512468 157.60 159.00 1.40 0.70
E5512470 159.00 160.50 1.50 0.35
E5512471 160.50 161.90 1.40 0.38
E5512472 161.90 163.00 1.10 0.36
E5512473 163.00 164.50 1.50 1.06
E5512474 164.50 166.00 1.50 1.37
E5512475 166.00 167.50 1.50 0.36
E5512476 167.50 168.00 0.50 0.71
E5512477 168.00 169.50 1.50 0.15
E5512478 169.50 171.00 1.50 0.34
E5512480 171.00 172.50 1.50 0.18
E5512481 172.50 174.00 1.50 0.03
E5512482 174.00 175.00 1.00 0.31
E5512483 175.00 175.70 0.70 0.03
E5512484 175.70 177.00 1.30 0.02
E5512485 177.00 178.50 1.50 0.02
E5512486 237.00 238.50 1.50 0.08
E5512487 238.50 240.00 1.50 0.02
E5512488 240.00 241.50 1.50 0.03
E5512490 241.50 243.00 1.50 0.05
E5512491 243.00 243.80 0.80 0.24

The rock is fine-medium grained and is light pink with sections of light grey red
and green. UC is intercalated with above mafic lithology over 3-5 m. This rock
has moderately hematite alteread sections as well as moderate bleaching, weak
patchy epidote, and weak to moderate patchy sericite. Moderate to strong
hematite alteration occurs in patches close to upper contact and dissipates
quickly down unit and epidote alteration becomes stronger down unit. Pyrite
ranges from vfg-fg fracture controlled, fracture filling, blebby and concentrations
range from trace to 1% throughout.  Veining primarily consists of weak
concentrations of CAR stringers and fracture fillings with minor amounts of small
veinlets and brecciated veining. The rock is hard and nonmagnetic.

243.80 285.80 VUO, ULTRAMAFIC VOLCANIC E5512492 243.80 244.80 1.00 0.03
E5512493 244.80 245.80 1.00 0.02
E5512494 245.80 247.30 1.50 0.01
E5512495 247.30 248.80 1.50 0.00
E5512496 248.80 250.30 1.50 0.01

UC is sharp at ~80 deg TCA at large fault. First 2 m of unit consists of large fault
with sections of gouge. Unit appears as dark grey and green in colour. Unit has
weak pervasive chlorite alteration as well as weak patchy talc and weak patchy
hematite alterations. Veining consists of 1-2% Carbonate stringers veinlets and
fracture fills raning in size from mm-cm scale throughout. Trace to 1% fg
fracture filling pyrite is found throughout unit. Rock is moderately hard and
moderately magnetic.
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Hole Number: HP13-034                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

285.80 339.00 VMM, MAFIC VOLCANIC MASSIVE
Rock is aphanitic to fine grain. The rock is dark grey with patches of light green
along fractures. Rock has weak patchy sericite alteration. The sericite alteration
occurs mostly along fractures. Veining consists of small mm scale carbonate
stringers to cm scale carbonate veinlets. Trace to 0.5% pyrite can be found as fg
pyrite.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512410 84.00 85.50 0.1015
E5512411 85.50 87.00 0.0150
E5512412 87.00 88.50 0.1710
E5512413 88.50 90.00 0.3120
E5512414 90.00 91.50 0.0990
E5512415 91.50 93.00 0.1040
E5512416 93.00 94.50 0.2170
E5512417 94.50 96.00 0.0130
E5512418 96.00 97.50 0.2310
E5512420 97.50 98.80 0.7200
E5512421 98.80 100.30 0.0610
E5512422 100.30 101.80 0.0235
E5512424 109.80 111.00 0.0297
E5512425 111.00 112.50 0.3160
E5512426 112.50 114.00 0.2920
E5512427 114.00 115.50 0.1540
E5512428 115.50 117.00 0.1370
E5512430 117.00 118.50 0.6310
E5512431 118.50 119.00 0.1160
E5512432 119.00 120.20 0.2930
E5512433 120.20 121.40 0.0910
E5512434 121.40 122.40 0.1630
E5512435 122.40 123.50 0.5280
E5512436 123.50 124.10 0.7100
E5512437 124.10 125.30 0.0030
E5512438 125.30 126.80 0.3820
E5512440 126.80 128.00 0.1130
E5512441 128.00 129.00 0.0990
E5512442 129.00 130.30 0.0840
E5512443 130.30 131.50 0.1070
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Hole Number: HP13-034                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512444 131.50 132.50 0.3410
E5512445 132.50 133.40 0.1950
E5512446 133.40 134.80 0.4210
E5512447 134.80 136.30 0.5020
E5512448 136.30 137.80 0.2000
E5512450 137.80 139.00 0.4840
E5512451 139.00 139.90 1.0500
E5512452 139.90 141.40 0.3950
E5512453 141.40 142.90 0.8200
E5512454 142.90 144.40 1.2000
E5512455 144.40 145.90 0.3030
E5512456 145.90 147.40 0.3530
E5512457 147.40 148.90 0.2860
E5512458 148.90 149.50 0.4700
E5512460 149.50 150.00 1.1100
E5512461 150.00 151.50 0.8975
E5512462 151.50 152.00 0.8010
E5512463 152.00 153.10 0.6640
E5512464 153.10 153.90 0.3930
E5512465 153.90 155.40 0.0320
E5512466 155.40 156.90 0.1250
E5512467 156.90 157.60 0.0980
E5512468 157.60 159.00 0.6990
E5512470 159.00 160.50 0.3520
E5512471 160.50 161.90 0.3760
E5512472 161.90 163.00 0.3565
E5512473 163.00 164.50 1.0600
E5512474 164.50 166.00 1.3700
E5512475 166.00 167.50 0.3640
E5512476 167.50 168.00 0.7130
E5512477 168.00 169.50 0.1520
E5512478 169.50 171.00 0.3440
E5512480 171.00 172.50 0.1830
E5512481 172.50 174.00 0.0260
E5512482 174.00 175.00 0.3060
E5512483 175.00 175.70 0.0300
E5512484 175.70 177.00 0.0170
E5512485 177.00 178.50 0.0220
E5512486 237.00 238.50 0.0750
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Hole Number: HP13-034                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512487 238.50 240.00 0.0210
E5512488 240.00 241.50 0.0290
E5512490 241.50 243.00 0.0460
E5512491 243.00 243.80 0.2390
E5512492 243.80 244.80 0.0340
E5512493 244.80 245.80 0.0160
E5512494 245.80 247.30 0.0080
E5512495 247.30 248.80 0.0040
E5512496 248.80 250.30 0.0133
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GRAPHIC SUMMARY REPORT
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371094.000000 552775.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-035              DDH

Hislop Township

YES L26540

DECIMAL METRIC

32.00 -65.00

sgignac

Garant

0 432.60

Completed: Jun 05, 2013Start Date: May 28, 2013

Entered On: May 29, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-035                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371094.00 North: Collar Az:

Location: Hislop Township East: 552775.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: May 28, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jun 05, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-65.00

32.00

432.60

0.00

432.60

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 CollarAz from planned, Dip from first good reading 42.00 Mag Field = 565532.00 34.30-58.60 -58.60EZ Shot OK EZ Shot OK

100.00 Mag Field = 5589 150.00 Mag Field = 559036.40 38.70-59.30 -59.00EZ Shot OK EZ Shot OK

200.00 Mag Field = 5562 250.00 Mag Field = 547439.90 41.70-58.70 -58.20EZ Shot OK EZ Shot OK

300.00 Mag Field = 5523 350.00 Mag Field = 550141.70 44.70-57.80 -57.40EZ Shot OK EZ Shot OK

400.00 Mag Field = 5837; Mag too high, suspect Az off 429.00 Mag Field = 6339; Mag too high, suspect Az off72.70 55.00-57.00 -56.60EZ Shot DO EZ Shot DO

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 20.30 HPO, OVERBURDEN
OVERBURDEN

20.30 274.90 VUO, ULTRAMAFIC VOLCANIC E5513814 261.00 262.50 1.50 0.04
E5513815 262.50 264.00 1.50 0.10
E5513816 264.00 264.60 0.60 0.13
E5513817 264.60 266.10 1.50 0.03
E5513818 266.10 267.60 1.50 0.07
E5513819 267.60 268.70 1.10 0.09
E5513820 268.70 269.10 0.40 0.24
E5513822 269.10 270.60 1.50 0.06
E5513823 270.60 271.10 0.50 0.25
E5513824 271.10 271.70 0.60 0.05
E5513825 271.70 272.30 0.60 0.21
E5513826 272.30 272.80 0.50 0.10
E5513827 272.80 274.00 1.20 0.50
E5513828 274.00 274.90 0.90 0.33

ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Strong, pervasive
chlorite alteration and weak, patchy sericite and talc alteration. Moderate
CAR/QTZ veinlets,strings and fracture fills at various angles TCA. Trace vfg
disseminated pyrite that is locally medium grained. Pyrite is also locally
associated with sericite alteration. Concentration of sulphides increases up to 2%
close to contact with syenite. Rock is very soft with patchy magnetism.
Interval of Interest:
272.8-274.9m - Increase in sulphides close to syenite contact
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Hole Number: HP13-035                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

274.90 288.00 ISO, SYENITIC INTRUSIVE E5513830 274.90 276.20 1.30 3.71
E5513831 276.20 276.80 0.60 17.40
E5513832 276.80 277.70 0.90 1.00
E5513833 277.70 279.00 1.30 0.78
E5513834 279.00 280.00 1.00 0.21
E5513835 280.00 280.80 0.80 0.11
E5513836 280.80 282.00 1.20 0.01
E5513837 282.00 282.40 0.40 0.06
E5513838 282.40 283.30 0.90 0.23
E5513839 283.30 284.30 1.00 0.16
E5513841 284.30 285.00 0.70 0.02
E5513842 285.00 285.90 0.90 0.03
E5513843 285.90 287.00 1.10 0.38
E5513844 287.00 288.00 1.00 0.39

INTRUSIVE SYENITE
Rock is light grey to burgandy in colour. Fine to medium grained. Strong,
pervasive silicification and moderate, bleaching and hematization. Weak
QTZ/CAR veinlets, stringers and fracture fills. Pyrite is very fine grained and
disseminated. Up to 1% present close to ultramafic contact an up to 2% present
after mafic intrusions. Everywhere else, only trace amounts of sulphides are
seen. Two mafic intrusions present, both wit distinct contacts at about 40-50
degrees TCA. Syenite has distinct upper contact at about 60 degrees TCA. Rock
is hard with no magnetism.
Intervals of Interest:
276.2-276.8m - Increase in pyrite up to 2%
285.9-288.0m - Increase in pyrite up to 2%

288.00 382.80 ISO, SYENITIC INTRUSIVE E5513845 288.00 289.50 1.50 0.10
E5513846 289.50 291.00 1.50 0.12
E5513847 291.00 292.50 1.50 0.10
E5513848 292.50 294.00 1.50 0.10
E5513849 294.00 295.50 1.50 0.07
E5513851 295.50 297.00 1.50 0.07
E5513852 297.00 298.50 1.50 0.14
E5513853 298.50 300.00 1.50 0.07
E5513854 300.00 301.50 1.50 0.10
E5513855 301.50 303.00 1.50 0.05
E5513856 303.00 304.50 1.50 0.08
E5513857 304.50 305.50 1.00 0.10
E5513858 305.50 305.90 0.40 1.26
E5513860 305.90 306.90 1.00 0.07
E5513861 306.90 307.90 1.00 0.03
E5513862 307.90 308.80 0.90 0.07
E5513863 308.80 309.20 0.40 0.05

ALBITIC SYENITE
Rock is purple in colour. Fine to medium grained. Strong, pervasive silicification
and moderate, pervasive albite alteration. Patchy hematite and epidote alteration
are also seen. Weak QTZ/CAR veinlets, stringers and fracture fills. Up to 3%
pyrite seen in upper section of unit associated with bleaching. Only as much as
1% seen in the rest of the unit. Upper contact is indistinct and intrusive. Rock is
hard with no magentism.
Interval of Interest:
305.5-305.9m - Increase in pyrite up to 3% associated with bleached alteration

382.80 392.70 ISO, SYENITIC INTRUSIVE
HEMATITIC SYENITE
Rock is burgandy in colour. Fine to medium grained. Strong, pervasive
silicification as well as moderate to strong epidote and hematite alteration. Weak
CAR/QTZ stringers and fracture fills present. Up to 1% very fine grained pyrite
present that is locally medium grained. Rock is hard with no magnetism.
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Hole Number: HP13-035                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

392.70 432.60 VMM, MAFIC VOLCANIC MASSIVE
MAFIC VOLCANICS
Rock is dark grey to black, aphanitic to very fine grained. At syenite contact, for
1.4m, mafic matrix with brecciated syenite clasts. Likely formed from mixing of
mafic and syenite units. Mafic unit is altered with weak, patchy hematite and
patchy leucoxene. Weak CAR/QTZ veinlets, stringers and fracture fills. Up to
1.5% very fine grained disseminated pyrite present at start of unit. Trace vfg
disseminated pyrite throughout the remainder of the unit. Rock is hard with
strong, patchy magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513814 261.00 262.50 0.0410
E5513815 262.50 264.00 0.1020
E5513816 264.00 264.60 0.1250
E5513817 264.60 266.10 0.0340
E5513818 266.10 267.60 0.0660
E5513819 267.60 268.70 0.0860
E5513820 268.70 269.10 0.2390
E5513822 269.10 270.60 0.0550
E5513823 270.60 271.10 0.2470
E5513824 271.10 271.70 0.0470
E5513825 271.70 272.30 0.2070
E5513826 272.30 272.80 0.1045
E5513827 272.80 274.00 0.4960
E5513828 274.00 274.90 0.3250
E5513830 274.90 276.20 3.7100
E5513831 276.20 276.80 17.4000
E5513832 276.80 277.70 1.0000
E5513833 277.70 279.00 0.7830
E5513834 279.00 280.00 0.2060
E5513835 280.00 280.80 0.1050
E5513836 280.80 282.00 0.0120
E5513837 282.00 282.40 0.0620
E5513838 282.40 283.30 0.2260
E5513839 283.30 284.30 0.1605
E5513841 284.30 285.00 0.0230
E5513842 285.00 285.90 0.0290
E5513843 285.90 287.00 0.3790
E5513844 287.00 288.00 0.3920
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Hole Number: HP13-035                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513845 288.00 289.50 0.0980
E5513846 289.50 291.00 0.1230
E5513847 291.00 292.50 0.0990
E5513848 292.50 294.00 0.0990
E5513849 294.00 295.50 0.0740
E5513851 295.50 297.00 0.0740
E5513852 297.00 298.50 0.1360
E5513853 298.50 300.00 0.0710
E5513854 300.00 301.50 0.1010
E5513855 301.50 303.00 0.0470
E5513856 303.00 304.50 0.0800
E5513857 304.50 305.50 0.0960
E5513858 305.50 305.90 1.2600
E5513860 305.90 306.90 0.0680
E5513861 306.90 307.90 0.0250
E5513862 307.90 308.80 0.0670
E5513863 308.80 309.20 0.0482
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GRAPHIC SUMMARY REPORT

0

27.50
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160.00
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371075.000000 553212.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-036              DDH

Hislop Township

YES L26039

DECIMAL METRIC

212.00 -50.00

cbetts

Garant

0 310.00

Completed: Jun 06, 2013Start Date: Jun 03, 2013

Entered On: Jun 04, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-036                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371075.00 North: Collar Az:

Location: Hislop Township East: 553212.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jun 03, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jun 06, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-50.00

212.00

310.00

0.00

310.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar Az from planned, dip from first good dip 48.00 MAG field=5509212.00 213.70-51.70 -51.70EZ Shot OK EZ Shot OK

99.00 MAG field=5458 150.00 MAG field=5531219.30 218.80-51.80 -52.30EZ Shot DO EZ Shot OK

201.00 MAG field=5555 252.00 MAG field=5561; Mag ok but suspect Az no good221.90 252.10-52.80 -51.90EZ Shot OK EZ Shot DO

306.00 MAG field=5575225.20 -51.50 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 27.50 HPO, OVERBURDEN

27.50 85.95 VMM, MAFIC VOLCANIC MASSIVE E5512497 39.70 41.20 1.50 0.44
E5512498 41.20 42.70 1.50 4.82
E5512500 42.70 43.30 0.60 0.16
E5512501 43.30 44.00 0.70 0.02
E5512502 79.50 81.00 1.50 0.08
E5512503 81.00 82.50 1.50 1.28
E5512504 82.50 83.40 0.90 1.15
E5512505 83.40 84.90 1.50 0.02
E5512506 84.90 85.90 1.00 0.01
E5512507 85.90 87.00 1.10 0.02

The rock is fine grained/aphanitic and is dark grey with a green tint to light grey
and deep red. moderate to strong patchy hematite and bleaching occur
throughout unit. Lower half of uit is more highlky altered than upper half, the
lower half of the unit has strong hematite alteration.  Pyrite ranges from vfg-fg
fracture controlled, fracture filling, blebby and disseminated and concentrations
range from 0.5-1% throughout. Veining primarily consists of low concentrations
of CAR stringers and fracture fillings with minor amounts of small veinlets. Rock
is hard and moderately magnetic
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Hole Number: HP13-036                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

85.95 160.00 ISO, SYENITIC INTRUSIVE E5512508 87.00 88.50 1.50 2.56
E5512510 88.50 90.00 1.50 7.79
E5512511 90.00 91.50 1.50 0.18
E5512512 91.50 93.00 1.50 0.10
E5512513 93.00 94.50 1.50 0.02
E5512514 94.50 96.00 1.50 0.01
E5512515 96.00 97.50 1.50 0.02
E5512516 97.50 99.00 1.50 0.01
E5512517 99.00 100.50 1.50 0.01
E5512518 100.50 102.00 1.50 0.03
E5512520 102.00 103.50 1.50 0.05
E5512521 103.50 105.00 1.50 0.02
E5512522 105.00 106.50 1.50 0.02
E5512523 106.50 108.00 1.50 0.08
E5512524 108.00 109.50 1.50 0.06
E5512525 109.50 111.00 1.50 0.05
E5512526 111.00 112.50 1.50 0.03
E5512527 112.50 114.00 1.50 0.17
E5512528 114.00 115.50 1.50 0.10
E5512529 115.50 117.00 1.50 0.03
E5512530 117.00 118.50 1.50 1.28
E5512531 118.50 120.00 1.50 0.74
E5512532 120.00 121.50 1.50 0.04
E5512534 121.50 123.00 1.50 0.02
E5512535 123.00 124.50 1.50 0.00
E5512536 124.50 126.00 1.50 0.00
E5512537 126.00 127.50 1.50 0.13
E5512538 127.50 129.00 1.50 0.00
E5512540 129.00 129.80 0.80 0.02
E5512541 129.80 130.70 0.90 0.04
E5512542 130.70 132.20 1.50 0.34
E5512543 132.20 133.60 1.40 0.04
E5512544 133.60 135.10 1.50 0.30
E5512545 135.10 136.60 1.50 0.44
E5512546 136.60 137.20 0.60 0.01
E5512547 137.20 138.40 1.20 0.13
E5512548 138.40 139.50 1.10 0.18
E5512550 139.50 141.40 1.90 0.08
E5512551 141.40 142.90 1.50 0.48
E5512552 142.90 144.40 1.50 0.38
E5512553 144.40 145.90 1.50 0.94
E5512554 145.90 147.00 1.10 0.24
E5512555 147.00 148.50 1.50 0.45

Syenitic unit is fine grained and appears as light grey with green and brown
patches. Weak to moderate hematite and bleaching alteration which are patchy
to pervasive in sections. Bleaching of unit becomes stronger at the bottom end of
unit. Veining primarily consists of fracture fills as well as stringers with minor
veinlets throughout the unit. Pyrite consists of very fine grained disseminated to
fine grained pyrite in concentrations of 0.5-1% locally 1-2%.
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Hole Number: HP13-036                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5512556 148.50 149.80 1.30 0.28
E5512557 149.80 151.30 1.50 0.48
E5512558 151.30 152.80 1.50 0.91
E5512560 152.80 153.60 0.80 1.55
E5512561 153.60 154.50 0.90 0.57
E5512562 154.50 156.00 1.50 0.41
E5512563 156.00 157.50 1.50 0.44
E5512564 157.50 159.00 1.50 0.21
E5512565 159.00 160.00 1.00 0.24

160.00 223.55 VUO, ULTRAMAFIC VOLCANIC E5512566 160.00 161.50 1.50 0.05
E5512567 161.50 163.00 1.50 0.03
E5512568 163.00 164.00 1.00 0.03
E5512569 164.00 165.00 1.00 0.06

UC is sharp at ~60 deg TCA. Unit appears as dark grey and green in colour. Unit
has weak pervasive chlorite alteration as well as weak patchy talc and weak
patchy hematite alterations. Veining consists of 1-2% Carbonate stringers
veinlets and fracture fills raning in size from mm-cm scale throughout. Trace to
1% fg fracture filling pyrite is found throughout unit. Rock is moderately hard
and moderately magnetic.

223.55 310.00 VMM, MAFIC VOLCANIC MASSIVE
Rock is aphanitic to fine grain. The rock is dark grey with patches of light green
along fractures. Rock has weak patchy sericite alteration. The sericite alteration
occurs mostly along fractures. Veining consists of small mm scale carbonate
stringers to cm scale carbonate veinlets. Trace to 0.5% pyrite can be found as fg
pyrite.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512497 39.70 41.20 0.4425
E5512498 41.20 42.70 4.8200
E5512500 42.70 43.30 0.1550
E5512501 43.30 44.00 0.0200
E5512502 79.50 81.00 0.0760
E5512503 81.00 82.50 1.2800
E5512504 82.50 83.40 1.1500
E5512505 83.40 84.90 0.0220
E5512506 84.90 85.90 0.0090
E5512507 85.90 87.00 0.0240
E5512508 87.00 88.50 2.5600
E5512510 88.50 90.00 7.7900
E5512511 90.00 91.50 0.1820
E5512512 91.50 93.00 0.1010
E5512513 93.00 94.50 0.0220
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Hole Number: HP13-036                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512514 94.50 96.00 0.0120
E5512515 96.00 97.50 0.0160
E5512516 97.50 99.00 0.0140
E5512517 99.00 100.50 0.0100
E5512518 100.50 102.00 0.0340
E5512520 102.00 103.50 0.0530
E5512521 103.50 105.00 0.0240
E5512522 105.00 106.50 0.0205
E5512523 106.50 108.00 0.0830
E5512524 108.00 109.50 0.0550
E5512525 109.50 111.00 0.0450
E5512526 111.00 112.50 0.0290
E5512527 112.50 114.00 0.1730
E5512528 114.00 115.50 0.1030
E5512529 115.50 117.00 0.0300
E5512530 117.00 118.50 1.2800
E5512531 118.50 120.00 0.7440
E5512532 120.00 121.50 0.0350
E5512534 121.50 123.00 0.0190
E5512535 123.00 124.50 0.0020
E5512536 124.50 126.00 0.0040
E5512537 126.00 127.50 0.1250
E5512538 127.50 129.00 0.0005
E5512540 129.00 129.80 0.0150
E5512541 129.80 130.70 0.0400
E5512542 130.70 132.20 0.3420
E5512543 132.20 133.60 0.0420
E5512544 133.60 135.10 0.2980
E5512545 135.10 136.60 0.4380
E5512546 136.60 137.20 0.0100
E5512547 137.20 138.40 0.1310
E5512548 138.40 139.50 0.1780
E5512550 139.50 141.40 0.0790
E5512551 141.40 142.90 0.4800
E5512552 142.90 144.40 0.3760
E5512553 144.40 145.90 0.9400
E5512554 145.90 147.00 0.2430
E5512555 147.00 148.50 0.4510
E5512556 148.50 149.80 0.2830
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Hole Number: HP13-036                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512557 149.80 151.30 0.4800
E5512558 151.30 152.80 0.9070
E5512560 152.80 153.60 1.5500
E5512561 153.60 154.50 0.5690
E5512562 154.50 156.00 0.4110
E5512563 156.00 157.50 0.4400
E5512564 157.50 159.00 0.2100
E5512565 159.00 160.00 0.2350
E5512566 160.00 161.50 0.0500
E5512567 161.50 163.00 0.0310
E5512568 163.00 164.00 0.0330
E5512569 164.00 165.00 0.0605
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ISO
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379.60
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VMM Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371035.000000 552850.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-037              DDH

Hislop Township

YES L26540

DECIMAL METRIC

32.00 -70.00

sgignac

Garant

0 528.00

Completed: Jun 11, 2013Start Date: Jun 05, 2013

Entered On: Jun 06, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-037                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371035.00 North: Collar Az:

Location: Hislop Township East: 552850.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jun 05, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jun 11, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-70.00

32.00

528.00

0.00

528.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar Az and Dip from first good reading 50.00 Mag Field = 555330.00 30.00-67.40 -67.40EZ Shot OK EZ Shot OK

150.00 Mag Field = 5423 200.00 Mag Field = 563830.00 31.50-66.70 -66.30EZ Shot OK EZ Shot OK

250.00 Mag Field = 5594 300.00 Mag Field = 558639.00 38.80-66.30 -66.42EZ Shot OK EZ Shot OK

350.00 Mag Field = 5541 402.00 Mag Field = 556644.10 44.80-66.10 -65.80EZ Shot OK EZ Shot OK

453.00 Mag Field = 5611 501.00 Mag Field = 566744.50 45.30-64.80 -63.70EZ Shot OK EZ Shot OK

528.00 Mag Field = 573443.50 -63.50 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 28.20 HPO, OVERBURDEN
OVERBURDEN
Caing up to 30m. About 80cm of core recovered.

28.20 309.70 VUO, ULTRAMAFIC VOLCANIC E5513864 294.00 295.50 1.50 0.46
E5513865 295.50 297.00 1.50 0.25
E5513866 297.00 297.80 0.80 0.03
E5513867 297.80 299.20 1.40 0.01
E5513868 299.20 300.00 0.80 0.00
E5513869 300.00 301.00 1.00 0.00
E5513870 301.00 302.20 1.20 0.49
E5513871 302.20 302.90 0.70 1.61
E5513873 302.90 304.10 1.20 0.12
E5513874 304.10 305.00 0.90 0.33
E5513875 305.00 306.00 1.00 0.01
E5513876 306.00 307.00 1.00 0.01
E5513877 307.00 307.80 0.80 0.04
E5513878 307.80 309.00 1.20 0.01
E5513879 309.00 309.70 0.70 0.03

ULTRAMAFIC VOLCANICS
Rockis dark grey to black in colour. Aphanitic to very fine grained. Strong,
pervasive chlorite alteration and weak, patchy talc and sericite alteration.
Increase in sericite altertion close to syenite contact. Moderate CAR/QTZ veinlets,
stringers and fracture fills at various angles TCA. Trace very fine grained
disseminated pyrite throughout majority of unit. At syenite contact, increase in
pyrite up to 3% associated with sericite alteration. Contains a very large mafic
intrusion that is composed of course grained biotite within a chloritic matrix, as
well as smaller, hematitic feldpsar porphyry intrusions. Rock is very soft with
patchy magnetism.
Interval of Interest:
235.6-236m - Increase in pyrite up to 2% associated with bleaching
305-307.8m - Increase in pyrite up to 3% associated with sericite alteration
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Hole Number: HP13-037                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

309.70 323.50 ISO, SYENITIC INTRUSIVE E5513880 309.70 310.70 1.00 5.30
E5513882 310.70 311.70 1.00 2.16
E5513883 311.70 312.40 0.70 0.51
E5513884 312.40 313.40 1.00 0.29
E5513885 313.40 314.00 0.60 0.11
E5513886 314.00 315.00 1.00 0.22
E5513887 315.00 316.00 1.00 0.54
E5513888 316.00 316.80 0.80 0.39
E5513889 316.80 317.30 0.50 0.03
E5513890 317.30 318.00 0.70 0.14
E5513892 318.00 319.00 1.00 0.10
E5513893 319.00 320.00 1.00 0.13
E5513894 320.00 321.00 1.00 0.16
E5513895 321.00 322.00 1.00 0.08
E5513896 322.00 323.50 1.50 0.06

BLEACHED SYENITE
Rock is pale grey. Fine to medium grained. Strong, pervasive bleaching as well
as weak, patchy hematite and sericite alteration. Weak CAR/QTZ veinlets and
stringers at angles of 40-60 degrees TCA. Up to 2% very fine grained
disseminated pyrite present close to ultramafic contact and associated with
bleaching. Away from contact, up to 1%very fine grained disseminated pyrite is
seen. Distinct upper contact at 60 degrees TCA. Rock is hard with no magnetism.
Intervals of Interest
309.7-312.4m - Increase in pyrite up to 2% at ultramafic contact
317.3-321m - Increase in pyrite up to 2%

323.50 348.10 ISO, SYENITIC INTRUSIVE E5513897 323.50 324.80 1.30 0.08
E5513898 324.80 326.20 1.40 0.15
E5513899 326.20 327.70 1.50 0.18
E5513901 327.70 328.50 0.80 0.04
E5513902 328.50 330.00 1.50 0.04
E5513903 330.00 331.50 1.50 0.17
E5513904 331.50 332.40 0.90 0.03

ALBITIC SYENITE
Rock is lavender in colour. Fine to medium grained. Strong, pervasive silicification
and albitization as well as moderate, patchy epidote alteration. Weak CAR/QTZ
veinlets, stringers and fracture fills. Up to 1.5% very fine grained disseminated
pyrite seen continuously throughout unit. Pyrite is locally medium grained. Upper
contact is indistinct and intrusive. Rock is hard with no magnetism.
Interval of Interest
Entire unit is of interest.

348.10 356.20 ISO, SYENITIC INTRUSIVE E5513905 349.30 350.30 1.00 0.08
E5513906 350.30 351.00 0.70 0.06
E5513907 351.00 352.50 1.50 0.10
E5513908 352.50 354.00 1.50 0.09
E5513909 354.00 355.00 1.00 0.06
E5513911 355.00 355.60 0.60 0.10
E5513912 355.60 356.20 0.60 0.31

SERICITIC SYENITE
Rock is mainly brown. Fine to medium grained. Strong, pervasive silicification
with moderate, patchy sericite alteration and weak, patchy hematite alteration.
Strong CAR/QTZ veinlets and fracture fills. 1-1.5% very fine grained
disseminated pyrite seen throughout unit. Rock is hard with no magnetim.
Interval of Interest:
Entire unit is of interest.

356.20 366.30 VUO, ULTRAMAFIC VOLCANIC E5513913 356.20 357.00 0.80 0.05
E5513914 357.00 358.00 1.00 0.07
E5513915 358.00 359.00 1.00 0.04
E5513916 359.00 359.80 0.80 0.02
E5513917 359.80 361.00 1.20 0.02
E5513918 361.00 362.00 1.00 0.02
E5513919 362.00 362.90 0.90 0.03
E5513920 362.90 363.40 0.50 0.18
E5513921 363.40 364.30 0.90 0.18
E5513923 364.30 365.00 0.70 0.04
E5513924 365.00 366.30 1.30 0.05

ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to fine grained. There's a foliation present
at an angle of about 20 degrees TCA. Upper contact is indistinct. Strong, patchy
sericite alteration and weak, patchy chlorite alteration is present. Weak CAR/QTZ
veinlets, stringers and fracture fills. Very fine grained disseminated pyrite
alternating between trace and up to 2% concentrations. Amount of pyrite
increases up to 3% close to lower syenite contact. Rock is soft with weak, patchy
magnetism.
Interval of Interest:
364.3-366.3m - Increase in pyrite up to 3% close to lower contact with syenite
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Hole Number: HP13-037                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

366.30 370.70 ISO, SYENITIC INTRUSIVE E5513925 366.30 367.50 1.20 0.21
E5513926 367.50 369.00 1.50 0.16
E5513927 369.00 370.00 1.00 0.68
E5513928 370.00 370.70 0.70 0.24

ALBITIC SYENITE
Rock is mainly white in colour with patches of purple. Fine to medium grained.
Strong, pervasive silicification and moderate pervasive albite alteration. Weak
QTZ/CAR veinlets and stringers. Only trace amounts of very fine grained
disseminated pyrite throughout unit. Distinct upper contact present along a
fracture at an angle of about 20 degrees TCA. Rock is hard with no magnetism.

370.70 379.60 VUO, ULTRAMAFIC VOLCANIC E5513929 370.70 372.00 1.30 0.23
E5513930 372.00 373.00 1.00 0.07
E5513931 373.00 373.80 0.80 0.05
E5513933 373.80 374.30 0.50 0.04
E5513934 374.30 375.50 1.20 0.02
E5513935 375.50 376.30 0.80 0.01
E5513936 376.30 377.00 0.70 0.02
E5513937 377.00 378.00 1.00 0.02
E5513938 378.00 378.60 0.60 0.36
E5513939 378.60 379.00 0.40 0.12
E5513940 379.00 379.60 0.60 0.72

ULTRAMAFIC VOLCANICS
Rock is mainly dark grey. Aphanitic to very fine grained. Strong sericite alteration
and weak, patchy chlorite alteration with a section that is bleached. Weak
CAR/QTZ veinlets, stringers and fracture fills. Up to 3% very fine grained
disseminated pyrite associated with sericite alteration close to upper and lower
conacts with syenite. In the rest of the unit, up to 2% very fien grained
disseminated pyrite is seen. Distinct upper conact at an angle of about 20
degrees TCA. Rock is soft with weak, patchy magnetism.
Intervals of Interest:
370.7-374.3m - Increase in pyrite up to 3% close to upper contact with syenite
377-378.6m - Increase in pyrite up to 3% associated with sericite alteration and
close to lower contact with syenite
379-379.6m - Increase in pyrite up to 3% associated with sericite alteration and
close to lower contact with syenite

379.60 508.40 ISO, SYENITIC INTRUSIVE E5513942 379.60 380.30 0.70 0.11
E5513943 380.30 381.00 0.70 0.06
E5513944 381.00 382.50 1.50 0.11
E5513945 382.50 384.00 1.50 0.07
E5513946 384.00 385.50 1.50 0.07
E5513947 385.50 387.00 1.50 0.13
E5513948 387.00 388.50 1.50 0.24
E5513949 388.50 390.00 1.50 0.06
E5513950 390.00 391.50 1.50 0.05
E5513951 504.00 505.50 1.50 0.08
E5513952 505.50 506.40 0.90 0.02
E5513953 506.40 507.00 0.60 0.19
E5513954 507.00 508.40 1.40 0.08

INTRUSIVE SYENITE
Rock is pink in colour. Fine to medium grained. Strong, pervasive silicification and
weak to moderate, patchy hematite and epidote alteration. Weak CAR/QTZ veins,
veinlets and stringers. Up to 1% very fine grained disseminated pyrite is seen
close to ultramafic contact and up to 1.5% pyrite is seen close to mafic contact.
The rest of the unit contains only trace amounts of very fine graiend
disseminated pyrite that is locally medium grained. Upper contact is indistinct
and intrusive. Rock is hard with no magnetism.
Intervals of Interest:
379.6-379.8m - Increase in pyrite up to 1% close to ultramafic contact
380.3-399.3m - Increase in pyrite up to 1% close to ultramafic contact
506.4-507m - Increase in pyrite up to 1.5% close to mafic contact

508.40 528.00 VMM, MAFIC VOLCANIC MASSIVE E5513955 508.40 509.20 0.80 0.02
E5513956 509.20 510.00 0.80 0.01
E5513957 510.00 511.00 1.00 0.07
E5513958 511.00 511.90 0.90 0.02
E5513959 511.90 512.20 0.30 0.06
E5513961 512.20 513.00 0.80 0.01
E5513962 513.00 514.20 1.20 0.02
E5513963 514.20 515.20 1.00 0.11

MAFIC VOLCANICS
Rock is black. Aphanitic to very fine grained. Contains patchy hematite and
chlorite alteration and has been moderatly bleached in patchy sections. Weak
CAR/QTZ veinlets, stringers and fracture fills. Trace amounts of very fine grained
disseminated pyrite seen throughout unit. Up to 1.5% pyrite is seen close to
syenite contact. Rock is hard with moderate, patchy magnetism.
Interval of Interest:
511.9-512.2m - Increase in pyrite up to 1.5%
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Hole Number: HP13-037                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513864 294.00 295.50 0.4630
E5513865 295.50 297.00 0.2540
E5513866 297.00 297.80 0.0300
E5513867 297.80 299.20 0.0080
E5513868 299.20 300.00 0.0010
E5513869 300.00 301.00 0.0010
E5513870 301.00 302.20 0.4860
E5513871 302.20 302.90 1.6100
E5513873 302.90 304.10 0.1180
E5513874 304.10 305.00 0.3310
E5513875 305.00 306.00 0.0110
E5513876 306.00 307.00 0.0130
E5513877 307.00 307.80 0.0400
E5513878 307.80 309.00 0.0140
E5513879 309.00 309.70 0.0280
E5513880 309.70 310.70 5.3000
E5513882 310.70 311.70 2.1600
E5513883 311.70 312.40 0.5060
E5513884 312.40 313.40 0.2890
E5513885 313.40 314.00 0.1120
E5513886 314.00 315.00 0.2210
E5513887 315.00 316.00 0.5390
E5513888 316.00 316.80 0.3870
E5513889 316.80 317.30 0.0287
E5513890 317.30 318.00 0.1440
E5513892 318.00 319.00 0.1040
E5513893 319.00 320.00 0.1270
E5513894 320.00 321.00 0.1590
E5513895 321.00 322.00 0.0810
E5513896 322.00 323.50 0.0580
E5513897 323.50 324.80 0.0830
E5513898 324.80 326.20 0.1490
E5513899 326.20 327.70 0.1820
E5513901 327.70 328.50 0.0350
E5513902 328.50 330.00 0.0410
E5513903 330.00 331.50 0.1660
E5513904 331.50 332.40 0.0330
E5513905 349.30 350.30 0.0815
E5513906 350.30 351.00 0.0580
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Hole Number: HP13-037                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513907 351.00 352.50 0.0990
E5513908 352.50 354.00 0.0860
E5513909 354.00 355.00 0.0600
E5513911 355.00 355.60 0.1040
E5513912 355.60 356.20 0.3060
E5513913 356.20 357.00 0.0460
E5513914 357.00 358.00 0.0710
E5513915 358.00 359.00 0.0370
E5513916 359.00 359.80 0.0170
E5513917 359.80 361.00 0.0205
E5513918 361.00 362.00 0.0230
E5513919 362.00 362.90 0.0250
E5513920 362.90 363.40 0.1840
E5513921 363.40 364.30 0.1760
E5513923 364.30 365.00 0.0420
E5513924 365.00 366.30 0.0500
E5513925 366.30 367.50 0.2120
E5513926 367.50 369.00 0.1570
E5513927 369.00 370.00 0.6840
E5513928 370.00 370.70 0.2370
E5513929 370.70 372.00 0.2290
E5513930 372.00 373.00 0.0690
E5513931 373.00 373.80 0.0470
E5513933 373.80 374.30 0.0360
E5513934 374.30 375.50 0.0240
E5513935 375.50 376.30 0.0080
E5513936 376.30 377.00 0.0160
E5513937 377.00 378.00 0.0150
E5513938 378.00 378.60 0.3580
E5513939 378.60 379.00 0.1180
E5513940 379.00 379.60 0.7220
E5513942 379.60 380.30 0.1065
E5513943 380.30 381.00 0.0600
E5513944 381.00 382.50 0.1070
E5513945 382.50 384.00 0.0680
E5513946 384.00 385.50 0.0680
E5513947 385.50 387.00 0.1300
E5513948 387.00 388.50 0.2440
E5513949 388.50 390.00 0.0620
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Hole Number: HP13-037                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513950 390.00 391.50 0.0450
E5513951 504.00 505.50 0.0760
E5513952 505.50 506.40 0.0230
E5513953 506.40 507.00 0.1860
E5513954 507.00 508.40 0.0820
E5513955 508.40 509.20 0.0157
E5513956 509.20 510.00 0.0110
E5513957 510.00 511.00 0.0650
E5513958 511.00 511.90 0.0160
E5513959 511.90 512.20 0.0620
E5513961 512.20 513.00 0.0090
E5513962 513.00 514.20 0.0190
E5513963 514.20 515.20 0.1080
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371659.000000 552332.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-038              DDH

Hislop Township

YES L23130

DECIMAL METRIC

212.00 -60.00

sgignac

Garant

0 381.00

Completed: Jun 20, 2013Start Date: Jun 17, 2013

Entered On: Jun 18, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-038                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371659.00 North: Collar Az:

Location: Hislop Township East: 552332.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jun 17, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jun 20, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-60.00

212.00

381.00

0.00

381.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar Az from planned, Dip from first good reading 27.00 Mag Field = 5256; Mag too low, suspect Az off212.00 221.50-58.40 -58.40EZ Shot OK EZ Shot DO

50.00 Mag Field = 5771; suspect Az off 100.00 Mag Field = 5449; suspect Az off210.00 225.70-57.90 -57.80EZ Shot DO EZ Shot DO

150.00 Mag Field = 5522 200.00 Mag Field = 5575226.10 224.80-57.40 -56.90EZ Shot OK EZ Shot OK

250.00 Mag Field = 5631 300.00 Mag Field = 5595224.90 227.10-56.20 -55.70EZ Shot OK EZ Shot OK

350.00 Mag Field = 5711 381.00 Mag Field = 5630226.00 227.40-56.50 -55.90EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 5.30 HPO, OVERBURDEN
OVERBURDEN
Casing up to 9m. About 3.7m of core recovered.
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Hole Number: HP13-038                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

5.30 112.30 VMM, MAFIC VOLCANIC MASSIVE E5513964 66.00 67.50 1.50 0.01
E5513965 67.50 69.00 1.50 0.01
E5513966 69.00 70.30 1.30 0.04
E5513967 70.30 71.50 1.20 0.00
E5513968 71.50 72.00 0.50 0.01
E5513969 72.00 73.50 1.50 0.01
E5513971 73.50 75.00 1.50 0.01
E5513972 75.00 76.50 1.50 0.44
E5513973 76.50 78.00 1.50 0.01
E5513974 78.00 79.50 1.50 0.30
E5513975 79.50 81.00 1.50 0.88
E5513976 81.00 82.50 1.50 0.02
E5513977 82.50 84.00 1.50 0.02
E5513978 84.00 85.50 1.50 0.59
E5513979 85.50 87.00 1.50 1.17
E5513981 87.00 88.50 1.50 0.17
E5513982 88.50 90.00 1.50 0.12
E5513983 90.00 91.50 1.50 0.30
E5513984 91.50 93.00 1.50 0.33
E5513985 93.00 94.50 1.50 0.01
E5513986 94.50 96.00 1.50 0.02
E5513987 96.00 97.50 1.50 0.02
E5513988 97.50 99.00 1.50 0.03
E5513989 99.00 100.50 1.50 0.02
E5513990 100.50 102.00 1.50 0.02

MAFIC VOLCANICS
Rock is black in colour. Aphanitic to very fine grained. Patchy hematite alteration
and bleaching is present. Weak CAR/QTZ veinlets and stringers at 40-60 degrees
TCA. Trace amounts of very fine grained disseminated pyrite seen throughout
unit. Up to 1% pyrite is seen associated with bleaching. From 71.5-112.3m there
is a zone of mafic volcanics intermixed with intrusive syenites. Rock is hard with
strong, patchy magnetism.

112.30 161.60 ISO, SYENITIC INTRUSIVE
INTRUSIVE SYENITE
Rock is speckled black and pink. Fine to medium grained. Strong, pervasive
hematite alteration and patchy chlorite and epidote alteration. Weak CAR/QTZ
veinlets, stringers and fracture fills. Trace amounts of very fine grained
disseminated pyrite seen throughout unit. Upper contact is indistinct and
intrusive. Two mafic intrusions are seen within unit. Rock is hard with no
magnetism.

161.60 171.20 ISO, SYENITIC INTRUSIVE
ALBITIC SYENITE
Rock is a lavender colour. Fine to medium grained. Strong albite and moderate
hematite alteration. Weak CAR/QTZ veinlets, stringers and fracture fills. Trace
amounts of very fine grained disseminated pyrite seen throughout unit. Upper
contact is indistinct and intrusive. Rock is hard with no magnetism.
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Hole Number: HP13-038                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

171.20 190.20 ISO, SYENITIC INTRUSIVE
BLEACHED SYENITE
Rock is a light green colour. Fine to medium grained. Weak, patchy bleaching,
hematite and epidote alteration. Moderate CAR/QTZ veinlets, stringers and
fracture fills. Trace amounts of very fine grained disseminated pyrite seen
throughout unit. Upper contact is indistint and intrusive. Rock is hard with no
magnetism.

190.20 211.50 ISO, SYENITIC INTRUSIVE
INTRUSIVE SYENITE
Rock is speckled black and pink. Fine to medium grained. Moderate, patchy
hematite, chlorite and epidote alteration. Weak CAR/QTZ veinlets and stringers.
Up to 0.5% very fine grained disseminated pyrite with the rest of the unit having
only trace amounts. Upper contact is indistinct and intrusive. Rock is hard with
no magnetism.
Interval of Interest:
194.8-195.1m - Increase in pyrite up to 0.5%

211.50 298.00 ISO, SYENITIC INTRUSIVE E5513991 280.30 281.00 0.70 0.08
E5513992 281.00 282.00 1.00 0.03
E5513993 282.00 283.50 1.50 0.01
E5513994 283.50 285.00 1.50 0.06
E5513995 285.00 286.50 1.50 0.03
E5513996 286.50 288.00 1.50 0.02
E5513997 288.00 289.50 1.50 0.02
E5513998 289.50 291.00 1.50 0.06
E5513999 291.00 292.50 1.50 0.07
E5514001 292.50 294.00 1.50 0.81
E5514002 294.00 295.50 1.50 0.08
E5514003 295.50 297.00 1.50 5.61
E5514004 297.00 298.00 1.00 0.54

ALBITIC SYENITE
Rock is a lavender colour. Fine to medium grained. Strong albite and moderate
hematite and epidote alteration. Weak CAR/QTZ veinlets, stringers and fracture
fills. Trace to 0.25% very fine grained disseminated pyrite seen throughout unit
that is locally medium grained. Upper contact is indistinct and intrusive. Three
mafic intrusions seen throughout unit,all with distinct contacts at 40-50 degrees
TCA. Rock is hard with no magnetism.

298.00 361.80 VUO, ULTRAMAFIC VOLCANIC E5514005 298.00 299.00 1.00 0.26
E5514006 299.00 300.00 1.00 0.03
E5514007 300.00 301.50 1.50 0.02
E5514008 301.50 303.00 1.50 0.02
E5514009 303.00 304.50 1.50 0.03
E5514011 304.50 306.00 1.50 0.02
E5514012 306.00 307.50 1.50 0.01
E5514013 307.50 309.00 1.50 0.00
E5514014 309.00 310.00 1.00 0.31
E5514015 310.00 310.70 0.70 0.03
E5514016 310.70 311.10 0.40 0.02
E5514017 311.10 312.00 0.90 0.01
E5514018 312.00 313.50 1.50 0.01
E5514019 313.50 314.40 0.90 0.00

ULTRAMAFIC VOLCANICS
Rock is black in colour. Aphanitic to very fine grained. Strong, pervasive chlorite
alteration, as well as patchy talc and sericite alteration. Moderate CAR/QTZ
veinlets, stringers and fracture fills. Trace amounts of very fine grained pyrite are
seen throughout unit and are locally medium grained. Distinct upper contact.
Two mafic intrusions are seen within unit. Rock is very soft with patchy
magnetism.
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Hole Number: HP13-038                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

361.80 381.00 ISP, PORPHYRITIC SYENITE
POPHYRITIC SYENITE
Rock is pink in colour. Fine to medium grained. Pervasive silicification and
hematization, and patchy epidote alteration. Weak QTZ/CAR veinlets and
stringers at various angles TCA. Only trace amounts of very fine grained
disseminated pyrite seen throughout unit. Distinct upper contact at about 50
degrees TCA. Rock is hard with no magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513964 66.00 67.50 0.0055
E5513965 67.50 69.00 0.0110
E5513966 69.00 70.30 0.0350
E5513967 70.30 71.50 0.0040
E5513968 71.50 72.00 0.0100
E5513969 72.00 73.50 0.0060
E5513971 73.50 75.00 0.0090
E5513972 75.00 76.50 0.4370
E5513973 76.50 78.00 0.0090
E5513974 78.00 79.50 0.3010
E5513975 79.50 81.00 0.8790
E5513976 81.00 82.50 0.0170
E5513977 82.50 84.00 0.0170
E5513978 84.00 85.50 0.5910
E5513979 85.50 87.00 1.1700
E5513981 87.00 88.50 0.1670
E5513982 88.50 90.00 0.1170
E5513983 90.00 91.50 0.3020
E5513984 91.50 93.00 0.3290
E5513985 93.00 94.50 0.0130
E5513986 94.50 96.00 0.0230
E5513987 96.00 97.50 0.0160
E5513988 97.50 99.00 0.0250
E5513989 99.00 100.50 0.0165
E5513990 100.50 102.00 0.0190
E5513991 280.30 281.00 0.0840
E5513992 281.00 282.00 0.0320
E5513993 282.00 283.50 0.0140
E5513994 283.50 285.00 0.0590
E5513995 285.00 286.50 0.0250
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Hole Number: HP13-038                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5513996 286.50 288.00 0.0200
E5513997 288.00 289.50 0.0240
E5513998 289.50 291.00 0.0640
E5513999 291.00 292.50 0.0652
E5514001 292.50 294.00 0.8090
E5514002 294.00 295.50 0.0780
E5514003 295.50 297.00 5.6100
E5514004 297.00 298.00 0.5420
E5514005 298.00 299.00 0.2620
E5514006 299.00 300.00 0.0250
E5514007 300.00 301.50 0.0170
E5514008 301.50 303.00 0.0210
E5514009 303.00 304.50 0.0260
E5514011 304.50 306.00 0.0240
E5514012 306.00 307.50 0.0090
E5514013 307.50 309.00 0.0030
E5514014 309.00 310.00 0.3075
E5514015 310.00 310.70 0.0250
E5514016 310.70 311.10 0.0240
E5514017 311.10 312.00 0.0100
E5514018 312.00 313.50 0.0140
E5514019 313.50 314.40 0.0010
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GRAPHIC SUMMARY REPORT

0

5.70
HPO
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117.30
VMM
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164.60
ISO

164.60

204.50
ISO

204.50

228.90
ISO

228.90

310.30
ISO

310.30

339.00
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371654.000000 552263.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-039              DDH

Hislop Township

YES L23130

DECIMAL METRIC

212.00 -55.00

sgignac

Garant

Block error from 261-297m. About 1.5m was subtracted.

0 339.00

Completed: Jun 22, 2013Start Date: Jun 21, 2013

Entered On: Jun 21, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-039                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371654.00 North: Collar Az:

Location: Hislop Township East: 552263.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jun 21, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jun 22, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-55.00

212.00

339.00

0.00

339.00

Comments: Block error from 261-297m. About 1.5m was subtracted.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first good reading 27.00 Mag Field = 5478216.70 216.70-60.30 -60.30EZ Shot OK EZ Shot OK

50.00 Mag Field = 5350; Mag too low, suspect Az off 100.00 Mag Field = 5540201.60 214.50-60.10 -60.10EZ Shot DO EZ Shot OK

150.00 Mag Field = 5537 200.00 Mag Field = 5573220.10 222.10-60.00 -59.30EZ Shot OK EZ Shot OK

250.00 Mag Field = 5609 300.00 Mag Field = 5562222.30 223.00-58.90 -58.50EZ Shot OK EZ Shot OK

339.00 Mag Field = 5622225.20 -58.40 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 5.70 HPO, OVERBURDEN
OVERBURDEN

5.70 117.30 VMM, MAFIC VOLCANIC MASSIVE E5514020 108.00 109.50 1.50 0.69
E5514022 109.50 111.00 1.50 0.41
E5514023 111.00 112.30 1.30 0.55
E5514024 112.30 113.30 1.00 0.01
E5514025 113.30 114.00 0.70 0.01
E5514026 114.00 115.00 1.00 0.01
E5514027 115.00 116.30 1.30 0.02
E5514028 116.30 117.30 1.00 0.44

MAFIC VOLCANICS
Rock is black in colour. Aphanitic to very fine grained. Moderate hematite
alteration and patchy bleaching. Weak CAR/QTZ veinlets, stringers and frature
fills. Trace amounts of very fine grained disseminated pyrite seen through most
of unit. Concentration increases up to 1% associated with fractures and
bleaching. Rock is hard with strong, patchy magnetism.

117.30 164.60 ISO, SYENITIC INTRUSIVE E5514029 117.30 118.30 1.00 0.02
E5514031 118.30 119.30 1.00 0.04
E5514032 119.30 119.70 0.40 0.07
E5514033 119.70 121.00 1.30 0.04
E5514034 121.00 122.00 1.00 0.02
E5514035 122.00 123.00 1.00 0.01
E5514036 123.00 124.50 1.50 0.04
E5514037 124.50 125.50 1.00 0.01
E5514038 125.50 126.00 0.50 0.14
E5514039 126.00 127.50 1.50 0.06
E5514040 127.50 129.00 1.50 0.27

INTRUSIVE SYENITE
Rock is speckled black and pink. Fine to medium grained. Moderate, patchy
hematite and chlorite alteration and weak, patchy bleaching. Weak CAR/QTZ
veinlets, stringers and fracture fills. Only trace amounts of very fine grained
disseminated pyrite seen throughout unit. Locally up to 0.75% associated with
fractures. Distinct upper contact at 50-60 degrees TCA. Porphyritic syenite that
has been altered with hematite is seen from 162.2-164.6m. Rock is hard with no
magnetism.
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Hole Number: HP13-039                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

164.60 204.50 ISO, SYENITIC INTRUSIVE
ALBITIC SYENITE
Rock is lavender in colour. FIne to medium grained. Altered pervasively with
albite and with patchy hematite and epidote. Weak CAR/QTZ veinlets and
stringers. Up to 0.5% very fine grained disseminated pyrite that is locally
medium grained. Upper contact is indistinct and intrusive. Rock is hard with no
magnetism.

204.50 228.90 ISO, SYENITIC INTRUSIVE
INTRUSIVE SYENITE
ROck is speckled black and pink. Fine to medium grained. Patchy hematite and
chlorite alteration with weak bleaching. Weak CAR/QTZ veinlets, stringers and
fracture fills. Only trace amounts of very fine grained disseminated pyrite seen.
Upper contact is indistinct and intrusive. Rock is hard with no magnetim.

228.90 310.30 ISO, SYENITIC INTRUSIVE E5514041 294.20 295.70 1.50 0.04
E5514042 295.70 296.40 0.70 0.12
E5514043 296.40 296.90 0.50 0.07
E5514044 296.90 297.30 0.40 0.10
E5514045 297.30 298.00 0.70 0.19
E5514046 298.00 299.00 1.00 0.04
E5514047 299.00 300.00 1.00 0.10
E5514048 300.00 301.50 1.50 0.13
E5514049 301.50 303.00 1.50 0.08
E5514051 303.00 304.50 1.50 0.16
E5514052 304.50 306.00 1.50 0.13
E5514053 306.00 307.00 1.00 0.17
E5514054 307.00 307.80 0.80 0.24
E5514055 307.80 309.00 1.20 0.52
E5514056 309.00 310.30 1.30 0.25

ALBITIC SYENITE
Rock is lavender in colour. Fine to medium grained. Stong albitization and
moderate, patchy hematite and epidote alteration. Weak CAR/QTZ veinlets and
stringers. Up to 0.5% very fine grained disseminated pyrite throughout unit.
Upper contact is indistinct and intrusive. Rock is hard with no magnetism.

310.30 339.00 VUO, ULTRAMAFIC VOLCANIC E5514057 310.30 311.00 0.70 0.05
E5514058 311.00 312.00 1.00 0.06
E5514059 312.00 313.00 1.00 0.02
E5514061 313.00 313.70 0.70 0.09
E5514062 313.70 315.00 1.30 1.27
E5514063 315.00 316.80 1.80 1.95
E5514064 316.80 318.00 1.20 1.68
E5514065 318.00 318.30 0.30 0.38
E5514066 318.30 319.50 1.20 0.05
E5514067 319.50 321.00 1.50 0.01
E5514068 321.00 322.50 1.50 0.01
E5514069 322.50 324.00 1.50 0.01
E5514070 324.00 324.50 0.50 0.00

ULTRAMAFIC VOLCANICS
Dark grey to black in colour. Aphanitic to very fine grained. Strong, pervasive
chloritization and weak,patchy talc and sericite alteration. Moderate CAR/QTZ
veinlets, stringers and fracture fills at various angles TCA. Trace amounts of very
fine grained disseminated pyrite throughout unit. Up to 0.5% pyrite associated
with bleaching. Distinct upper contact at 40 degrees TCA. Rock is very soft with
patchy magnetism.
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Hole Number: HP13-039                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514020 108.00 109.50 0.6850
E5514022 109.50 111.00 0.4100
E5514023 111.00 112.30 0.5520
E5514024 112.30 113.30 0.0140
E5514025 113.30 114.00 0.0120
E5514026 114.00 115.00 0.0060
E5514027 115.00 116.30 0.0200
E5514028 116.30 117.30 0.4410
E5514029 117.30 118.30 0.0230
E5514031 118.30 119.30 0.0380
E5514032 119.30 119.70 0.0671
E5514033 119.70 121.00 0.0420
E5514034 121.00 122.00 0.0180
E5514035 122.00 123.00 0.0140
E5514036 123.00 124.50 0.0350
E5514037 124.50 125.50 0.0060
E5514038 125.50 126.00 0.1380
E5514039 126.00 127.50 0.0550
E5514040 127.50 129.00 0.2720
E5514041 294.20 295.70 0.0430
E5514042 295.70 296.40 0.1210
E5514043 296.40 296.90 0.0690
E5514044 296.90 297.30 0.0960
E5514045 297.30 298.00 0.1900
E5514046 298.00 299.00 0.0390
E5514047 299.00 300.00 0.1030
E5514048 300.00 301.50 0.1290
E5514049 301.50 303.00 0.0770
E5514051 303.00 304.50 0.1600
E5514052 304.50 306.00 0.1260
E5514053 306.00 307.00 0.1740
E5514054 307.00 307.80 0.2380
E5514055 307.80 309.00 0.5190
E5514056 309.00 310.30 0.2530
E5514057 310.30 311.00 0.0453
E5514058 311.00 312.00 0.0550
E5514059 312.00 313.00 0.0190
E5514061 313.00 313.70 0.0860
E5514062 313.70 315.00 1.2700
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Hole Number: HP13-039                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514063 315.00 316.80 1.9500
E5514064 316.80 318.00 1.6800
E5514065 318.00 318.30 0.3820
E5514066 318.30 319.50 0.0520
E5514067 319.50 321.00 0.0090
E5514068 321.00 322.50 0.0140
E5514069 322.50 324.00 0.0060
E5514070 324.00 324.50 0.0005
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0

10.60
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135.00
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371700.000000 552215.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-040              DDH

Hislop Township

YES L23130

DECIMAL METRIC

212.00 -45.00

sgignac

Garant

0 252.00

Completed: Jun 24, 2013Start Date: Jun 22, 2013

Entered On: Jun 25, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-040                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371700.00 North: Collar Az:

Location: Hislop Township East: 552215.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jun 22, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jun 24, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-45.00

212.00

252.00

0.00

252.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first good reading 30.00 Mag Field = 5504216.00 216.00-52.50 -52.50EZ Shot OK EZ Shot OK

50.00 Mag Field = 5600 100.00 Mag Field = 5393; Mag too low, suspect Az off212.30 228.20-52.00 -51.30EZ Shot OK EZ Shot DO

150.00 Mag Field = 5525 200.00 Mag Field = 5573222.50 226.10-50.70 -50.70EZ Shot OK EZ Shot OK

250.00 Mag Field = 5615224.50 -51.10 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 10.60 HPO, OVERBURDEN
OVERBURDEN
Casing up to 12m, about 1.4m of rubble recovered.

10.60 135.00 VMM, MAFIC VOLCANIC MASSIVE E5514071 115.00 116.00 1.00 0.06
E5514072 116.00 117.00 1.00 0.02
E5514073 117.00 118.50 1.50 0.14
E5514074 118.50 120.00 1.50 0.13
E5514075 120.00 121.50 1.50 0.03
E5514076 121.50 122.10 0.60 0.02
E5514077 122.10 122.80 0.70 0.03
E5514078 122.80 124.00 1.20 0.02
E5514079 124.00 125.00 1.00 0.02
E5514081 125.00 126.00 1.00 0.01
E5514082 126.00 127.50 1.50 0.06
E5514083 127.50 129.00 1.50 0.26
E5514084 129.00 130.10 1.10 0.34
E5514085 130.10 131.00 0.90 1.20
E5514086 131.00 132.00 1.00 1.23
E5514087 132.00 132.90 0.90 0.15
E5514088 132.90 133.90 1.00 2.14
E5514089 133.90 134.60 0.70 1.52
E5514091 134.60 135.00 0.40 0.37

MAFIC VOLCANICS
Black in colour. Aphanitic to very fine grained. Weak, patchy hematite alteration.
Weak CAR/QTZ veinlets, stringers and fracture fills. Trace amounts of very fine
grained disseminated pyrite, locally up to 0.75% associated with fracturing. Rock
is hard with strong,patchy magnetism.
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Hole Number: HP13-040                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

135.00 173.60 ISO, SYENITIC INTRUSIVE E5514092 135.00 136.00 1.00 0.08
E5514093 136.00 137.00 1.00 0.02
E5514094 137.00 137.60 0.60 0.07
E5514095 137.60 138.60 1.00 0.09
E5514096 138.60 139.30 0.70 0.03
E5514097 139.30 140.00 0.70 0.05
E5514098 140.00 141.00 1.00 0.02
E5514099 141.00 142.50 1.50 0.04
E5514101 142.50 144.00 1.50 0.13
E5514102 144.00 145.50 1.50 0.02
E5514103 145.50 147.00 1.50 0.07
E5514104 147.00 148.50 1.50 0.13
E5514105 148.50 150.00 1.50 0.13
E5514106 150.00 151.50 1.50 0.15
E5514107 151.50 153.00 1.50 0.08
E5514108 153.00 154.50 1.50 0.19
E5514109 154.50 156.00 1.50 0.10
E5514111 156.00 157.50 1.50 0.06
E5514112 157.50 159.00 1.50 0.07
E5514113 159.00 160.50 1.50 0.06
E5514114 160.50 162.00 1.50 0.10
E5514115 162.00 163.50 1.50 0.05
E5514116 163.50 165.00 1.50 0.17
E5514117 165.00 166.50 1.50 0.15
E5514118 166.50 167.00 0.50 0.20
E5514119 167.00 168.00 1.00 0.30
E5514120 168.00 168.80 0.80 0.03
E5514122 168.80 169.30 0.50 0.03
E5514123 169.30 170.00 0.70 1.28
E5514124 170.00 171.00 1.00 2.15
E5514125 171.00 171.60 0.60 1.72
E5514126 171.60 172.60 1.00 2.24
E5514127 172.60 173.60 1.00 1.13

INTRUSIVE SYENITE
Rock is lavender in colour. Fine to medium grained. Pervasive silicification and
albitization. Patchy bleaching, hematite and epidote alteration. Weak CAR/QTZ
veinlets and stringers. Up to 0.75% very fine grained disseminated pyrite that is
locally medium grained. Distinct upper contact at about 40 degrees TCA. Rock is
hard with no magnetism.
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Hole Number: HP13-040                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

173.60 252.00 VUO, ULTRAMAFIC VOLCANIC E5514128 173.60 174.50 0.90 0.11
E5514129 174.50 175.50 1.00 0.04
E5514131 175.50 176.40 0.90 0.01
E5514132 176.40 177.00 0.60 0.01
E5514133 177.00 177.70 0.70 0.01
E5514134 177.70 178.50 0.80 0.00
E5514135 178.50 180.00 1.50 0.00
E5514136 180.00 180.80 0.80 0.03
E5514137 180.80 181.40 0.60 0.16
E5514138 181.40 182.50 1.10 0.12
E5514139 182.50 183.00 0.50 0.01
E5514141 183.00 183.60 0.60 0.02
E5514142 183.60 184.50 0.90 0.05
E5514143 184.50 186.00 1.50 0.01
E5514144 186.00 187.40 1.40 0.02
E5514145 187.40 188.60 1.20 0.01
E5514146 188.60 189.90 1.30 0.02
E5514147 189.90 191.00 1.10 0.03
E5514148 191.00 192.00 1.00 0.09
E5514149 192.00 193.50 1.50 0.02
E5514150 193.50 194.30 0.80 0.01
E5514151 240.60 241.50 0.90 0.01
E5514152 241.50 243.00 1.50 0.02
E5514153 243.00 244.00 1.00 0.01
E5514154 244.00 244.50 0.50 0.02
E5514155 244.50 244.90 0.40 0.04
E5514156 244.90 245.20 0.30 0.28
E5514157 245.20 246.00 0.80 0.28
E5514158 246.00 247.00 1.00 0.00
E5514159 247.00 248.00 1.00 0.08
E5514160 248.00 249.00 1.00 0.00
E5514161 249.00 250.50 1.50 0.02
E5514162 250.50 252.00 1.50 0.01

ULTRAMAFIC VOLCANICS
Rock is dark blue to black. Aphanitic to very fine grained. Strong, pervasive
chlorite alteration as well as patchy hematite, talc and swericite. Course grained
biotite is seen from 201.1-201.6m. Close to syenite contact, rock has been
foliated. Moderate CAR/QTZ veinlets, stringers and fracture fills. Up to 0.75%
very fine grained disseminated pyrite throughout unit. Rock is very soft with
patchy magnetism.
Interval of Interest:
245.2-246m - Increase in pyrite up to 1% associated with bleaching.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514071 115.00 116.00 0.0637
E5514072 116.00 117.00 0.0230
E5514073 117.00 118.50 0.1380
E5514074 118.50 120.00 0.1310
E5514075 120.00 121.50 0.0300
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Hole Number: HP13-040                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514076 121.50 122.10 0.0160
E5514077 122.10 122.80 0.0290
E5514078 122.80 124.00 0.0170
E5514079 124.00 125.00 0.0180
E5514081 125.00 126.00 0.0110
E5514082 126.00 127.50 0.0580
E5514083 127.50 129.00 0.2630
E5514084 129.00 130.10 0.3370
E5514085 130.10 131.00 1.2000
E5514086 131.00 132.00 1.2300
E5514087 132.00 132.90 0.1540
E5514088 132.90 133.90 2.1400
E5514089 133.90 134.60 1.5200
E5514091 134.60 135.00 0.3650
E5514092 135.00 136.00 0.0750
E5514093 136.00 137.00 0.0210
E5514094 137.00 137.60 0.0700
E5514095 137.60 138.60 0.0930
E5514096 138.60 139.30 0.0292
E5514097 139.30 140.00 0.0540
E5514098 140.00 141.00 0.0220
E5514099 141.00 142.50 0.0390
E5514101 142.50 144.00 0.1310
E5514102 144.00 145.50 0.0240
E5514103 145.50 147.00 0.0670
E5514104 147.00 148.50 0.1330
E5514105 148.50 150.00 0.1340
E5514106 150.00 151.50 0.1540
E5514107 151.50 153.00 0.0780
E5514108 153.00 154.50 0.1905
E5514109 154.50 156.00 0.1030
E5514111 156.00 157.50 0.0600
E5514112 157.50 159.00 0.0680
E5514113 159.00 160.50 0.0610
E5514114 160.50 162.00 0.0950
E5514115 162.00 163.50 0.0530
E5514116 163.50 165.00 0.1720
E5514117 165.00 166.50 0.1490
E5514118 166.50 167.00 0.1960
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Hole Number: HP13-040                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514119 167.00 168.00 0.2970
E5514120 168.00 168.80 0.0280
E5514122 168.80 169.30 0.0270
E5514123 169.30 170.00 1.2800
E5514124 170.00 171.00 2.1450
E5514125 171.00 171.60 1.7200
E5514126 171.60 172.60 2.2400
E5514127 172.60 173.60 1.1300
E5514128 173.60 174.50 0.1120
E5514129 174.50 175.50 0.0430
E5514131 175.50 176.40 0.0110
E5514132 176.40 177.00 0.0070
E5514133 177.00 177.70 0.0050
E5514134 177.70 178.50 0.0020
E5514135 178.50 180.00 0.0040
E5514136 180.00 180.80 0.0280
E5514137 180.80 181.40 0.1580
E5514138 181.40 182.50 0.1190
E5514139 182.50 183.00 0.0050
E5514141 183.00 183.60 0.0230
E5514142 183.60 184.50 0.0470
E5514143 184.50 186.00 0.0080
E5514144 186.00 187.40 0.0150
E5514145 187.40 188.60 0.0100
E5514146 188.60 189.90 0.0230
E5514147 189.90 191.00 0.0270
E5514148 191.00 192.00 0.0860
E5514149 192.00 193.50 0.0180
E5514150 193.50 194.30 0.0055
E5514151 240.60 241.50 0.0070
E5514152 241.50 243.00 0.0160
E5514153 243.00 244.00 0.0130
E5514154 244.00 244.50 0.0180
E5514155 244.50 244.90 0.0360
E5514156 244.90 245.20 0.2780
E5514157 245.20 246.00 0.2750
E5514158 246.00 247.00 0.0020
E5514159 247.00 248.00 0.0820
E5514160 248.00 249.00 0.0040
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Hole Number: HP13-040                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514161 249.00 250.50 0.0230
E5514162 250.50 252.00 0.0060



Dec 12, 2013
Page 1 of 1

GRAPHIC SUMMARY REPORT

0

16.60
HPO

16.60

95.70
VMM

95.70

138.00
VMM

138.00

169.50
VMM

169.50

176.60
QBX

176.60

178.00
ACG

178.00

264.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371700.000000 552215.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-041              DDH

Hislop Township

YES L23130

DECIMAL METRIC

212.00 -45.00

sgignac/bhua

Garant

S. Gignac logged from 0-95.7m
B. Hua logged from 95.7-264m (EOH)

0 264.00

Completed: Jul 02, 2013Start Date: Jun 25, 2013

Entered On: Jul 02, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-041                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371700.00 North: Collar Az:

Location: Hislop Township East: 552215.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jun 25, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jul 02, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-45.00

212.00

264.00

0.00

264.00

Comments: S. Gignac logged from 0-95.7m
B. Hua logged from 95.7-264m (EOH)

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar Az from Field check, Dip from first good reading 36.00 Mag Field = 5862211.50 218.70-45.40 -45.40EZ Shot OK EZ Shot OK

50.00 Mag Field = 5713 100.00 Mag Field = 5602226.70 221.60-45.30 -44.70EZ Shot OK EZ Shot OK

150.00 Mag Field = 5840 200.00 Mag Field = 5788235.00 239.10-44.10 -43.20EZ Shot OK EZ Shot OK

250.00 Mag Field = 5877236.20 -43.00 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 16.60 HPO, OVERBURDEN
OVERBURDEN

16.60 95.70 VMM, MAFIC VOLCANIC MASSIVE E5514163 93.00 94.00 1.00 0.04
E5514164 94.00 95.00 1.00 0.19
E5514165 95.00 96.00 1.00 0.92

ULTRAMAFIC VOLCANICS
Rock is blackin colour. Aphanitic to very fine grained. Weak, patchy hematite
alteration with sections that ae moderately bleached. Weak CAR/QTZ veinlets,
stringers and fracture fills. Trace amounts of very fine grained disseminated
pyrite throughout unit. Increases up to 0.75% associated with bleaching. Rock is
hard with strong, patchy magnetism.

95.70 138.00 VMM, MAFIC VOLCANIC MASSIVE E5514166 96.00 96.70 0.70 0.93
E5514167 96.70 97.70 1.00 0.38
E5514168 97.70 99.00 1.30 2.04
E5514170 99.00 100.00 1.00 1.98
E5514171 100.00 100.60 0.60 0.60
E5514172 100.60 101.60 1.00 0.12
E5514173 101.60 102.70 1.10 0.06
E5514174 102.70 104.20 1.50 0.02

MASSIVE MAFIC VOLCANIC ROCK -
Rock is black with patches of green tint.  Aphanitic.  Top of unit contains minor
QZ ISO.  Moderate to strong foliation with possible shearing at top of unit.  HE
alteration begins moderate to strong and pervasive decreasing in intensity with
depth. Minor LCX also present with HE.  BLE is patchy located around QZ
veinlets.  Appears to be 2 types of vein systems, QZ veinlets +/- xenoliths (which
likely results in BLE) and CAR/QZ stringers/veinlets.  Rock is hard with pervasive
strong magnetism.
Intervals of interest:
96.7-100.6: VMM - Moderate to strong pervasive HE alteration.  Disseminated
LCX.  3-4% v.f.g. and f.g. disseminated PY.  Located after minor ISO
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Hole Number: HP13-041                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

138.00 169.50 VMM, MAFIC VOLCANIC MASSIVE E5514175 159.00 160.00 1.00 0.01
E5514176 160.00 161.00 1.00 0.02
E5514177 161.00 162.00 1.00 0.13
E5514178 162.00 162.80 0.80 0.20
E5514180 162.80 163.70 0.90 0.12
E5514181 163.70 164.70 1.00 0.08
E5514182 164.70 165.70 1.00 0.01
E5514183 165.70 166.70 1.00 0.03
E5514184 166.70 168.00 1.30 0.00
E5514185 168.00 168.80 0.80 0.01
E5514186 168.80 169.50 0.70 0.00

SEMI-PERVASIVELY BLEACHED MAFIC VOLCANIC ROCK -
Rock is beige with patch red tints.  Aphanitic.  Upper contact marked where
concentration of BLE occurs.  Semi-pervasive to pervasive strong fracture/vein
controlled BLE throughout.  BLE likely a mix of SER and CAR.  Minor HE present
around fracture increasing in concentration with depth.  SER is visible.  Trace
amounts of PY hardly seen.  Upper interval contains QZ veinlets w/ xenoliths,
becoming more stringer-like at depth.  Rock is hard with patchy magnetism
where BLE does not occur.

169.50 176.60 QBX, QUARTZ BRECCIA E5514187 169.50 170.30 0.80 0.03
E5514188 170.30 171.50 1.20 0.01
E5514190 171.50 172.20 0.70 0.25
E5514191 172.20 173.00 0.80 0.32
E5514192 173.00 173.80 0.80 0.02
E5514193 173.80 174.60 0.80 0.01
E5514194 174.60 175.40 0.80 0.02
E5514195 175.40 176.60 1.20 0.27

QUARTZ BRECCIA OF HEMATIZED MAFIC VOLCANIC ROCK -
Rock is mustard yellow and red depending on alteration.  Aphanitic with breccia
clasts up to 1cm.  Upper contact marked at QZ breccia vein.  Patchy SER and HE
alteration pervasively throughout.  Trace to very low concentrations of PY.
Massive QZ vein with clasts at top of unit.  QZ fracture fillings present throughout
causing brecciation.  Rock is hard with no magnetism.

176.60 178.00 ACG, GREEN CARBONATE ALTERED ROCK E5514196 176.60 177.20 0.60 0.02
E5514197 177.20 178.00 0.80 0.07WEAKLY FUCHSITE ALTERED ULTRAMAFIC ROCK -

Rock is grey with emerald green tint.  Aphanitic to fine grained.  Distinct upper
contact 30 degrees TCA.  Strong foliation also 30 degrees TCA.  FUS alteration
present weak to moderate throughout with intensity decreasing with depth.  SER
present along foliation.  CHL throughout.  Very fine to fine grained disseminated
PY present in high concentration.  CAR fracture fillings/stringers follow foliation
with minor veinlets cross cutting.  Rock is very soft with no magnetism.
Entire unit is of interest.

178.00 264.00 VUO, ULTRAMAFIC VOLCANIC E5514198 178.00 179.10 1.10 0.04
E5514200 179.10 180.30 1.20 0.59
E5514201 180.30 181.60 1.30 0.33
E5514202 181.60 183.00 1.40 0.02
E5514203 183.00 183.80 0.80 0.01
E5514204 183.80 185.20 1.40 0.38
E5514205 185.20 186.00 0.80 0.31
E5514206 186.00 187.10 1.10 0.06
E5514207 187.10 187.90 0.80 0.42
E5514209 187.90 189.00 1.10 0.31

ULTRAMAFIC ROCK -
Rock is  black.  Aphanitic.  Distinct upper contact 30 degrees TCA with minor
IMO intrusion.  Top of unit contains minor intervals of IMO and LLO
(lamprophyres) spanning up to 3m in core length.  Pervasive CHL alteration with
minor TAL.  IMO have pervasively weak HE alteration.  Generally trace amounts
of PY, minor LLO with fracture controlled PY.  Low concentration of CAR
stringers.  Rock is very soft with patchy moderate magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514163 93.00 94.00 0.0415



Page 3 of 4Dec 12, 2013 DETAILED LOG

Hole Number: HP13-041                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514164 94.00 95.00 0.1850
E5514165 95.00 96.00 0.9220
E5514166 96.00 96.70 0.9340
E5514167 96.70 97.70 0.3830
E5514168 97.70 99.00 2.0400
E5514170 99.00 100.00 1.9800
E5514171 100.00 100.60 0.6040
E5514172 100.60 101.60 0.1170
E5514173 101.60 102.70 0.0550
E5514174 102.70 104.20 0.0170
E5514175 159.00 160.00 0.0050
E5514176 160.00 161.00 0.0180
E5514177 161.00 162.00 0.1300
E5514178 162.00 162.80 0.1950
E5514180 162.80 163.70 0.1230
E5514181 163.70 164.70 0.0770
E5514182 164.70 165.70 0.0090
E5514183 165.70 166.70 0.0260
E5514184 166.70 168.00 0.0030
E5514185 168.00 168.80 0.0070
E5514186 168.80 169.50 0.0040
E5514187 169.50 170.30 0.0250
E5514188 170.30 171.50 0.0105
E5514190 171.50 172.20 0.2520
E5514191 172.20 173.00 0.3200
E5514192 173.00 173.80 0.0180
E5514193 173.80 174.60 0.0130
E5514194 174.60 175.40 0.0200
E5514195 175.40 176.60 0.2700
E5514196 176.60 177.20 0.0160
E5514197 177.20 178.00 0.0660
E5514198 178.00 179.10 0.0440
E5514200 179.10 180.30 0.5890
E5514201 180.30 181.60 0.3310
E5514202 181.60 183.00 0.0190
E5514203 183.00 183.80 0.0130
E5514204 183.80 185.20 0.3790
E5514205 185.20 186.00 0.3100
E5514206 186.00 187.10 0.0560
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Hole Number: HP13-041                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514207 187.10 187.90 0.4220
E5514209 187.90 189.00 0.3070
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GRAPHIC SUMMARY REPORT

0

14.25
HPO

14.25

100.40
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100.40
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371700.000000 552215.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-042              DDH

Hislop Township

YES L23130

DECIMAL METRIC

212.00 -55.00

cbetts

Garant

0 294.00

Completed: Jul 06, 2013Start Date: Jul 02, 2013

Entered On: Jul 04, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-042                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371700.00 North: Collar Az:

Location: Hislop Township East: 552215.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jul 02, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jul 06, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-55.00

212.00

294.00

0.00

294.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from planned Az and Dip 36.00 Mag=5528212.00 215.70-55.00 -54.80EZ Shot OK EZ Shot OK

102.00 Mag=5419 150.00 Mag=5519217.50 218.40-54.60 -54.90EZ Shot OK EZ Shot OK

201.00 Mag=5604 252.00 (missing slip)227.20 219.80-54.10 -54.30EZ Shot OK EZ Shot OK

294.00 Mag=5650223.70 -54.50 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 14.25 HPO, OVERBURDEN

14.25 100.40 VMM, MAFIC VOLCANIC MASSIVE
Massive Mafic Volcanic: Rock appears as dark grren grey in colour with patchy
tan, light green and red sections. Unit is moderately and pervasively chlorite
altered with weak to moderate patchy epidote alteration around small fractures
as well as weak patchy hematite alteration. Lower section of unit becomes
bleached and hematite alteration increases. Veining consists of mm-1cm scale
Carbonate fracture fills and veinlets. Trace-0.25% fine grained pyrite can be
found locally.

100.40 147.00 VMM, MAFIC VOLCANIC MASSIVE
Unit appears as dark grey green with red and light tan patches throughout. Unit
is weakly chlorite to moderately bleached and hematite altered. Rock is aphanitic
to fine grained. Veining consists of mm-1cm scale carbonate fracture fills and
veinlets with some minor scale brecciated veins. 0.5-1% fien grained blebby
pyrite can be found throughout. Rock is hard and magnetic. Lower contact is

147.00 157.70 VMV, MAFIC VOLCANIC VARIOLITIC
VARIOLITIC MAFIC: Unit is aphanitic to fine grained and appears as dark green
with patchy red and purple throughout. 1cm-3cm scale varioles can be found
throughout unit. Varioles are more hematite altered than surrounding rock. Weak
to moderate pervasive chlorite alteration occurs throughout as well as weak
patchy hematite alteration. Veining consists of mm-1cm scale Carbonate fracture
fills and veinlets. Trace-0.5% very fien to fine grained pyrite can be found locally
along fractures. Rock is moderately magnetic and hard. Lower contact is
gradational as varioles dissapear.
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Hole Number: HP13-042                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

157.70 183.10 VMM, MAFIC VOLCANIC MASSIVE E5512571 157.70 159.00 1.30 0.25
E5512572 159.00 160.50 1.50 0.01
E5512573 160.50 161.50 1.00 0.11
E5512574 161.50 162.20 0.70 2.82
E5512575 162.20 163.70 1.50 1.86
E5512576 163.70 165.00 1.30 1.47
E5512577 165.00 166.50 1.50 0.67
E5512578 166.50 167.40 0.90 0.28
E5512580 167.40 168.00 0.60 0.59
E5512581 168.00 169.50 1.50 0.04
E5512582 169.50 171.00 1.50 0.04
E5512583 171.00 172.50 1.50 0.01
E5512584 172.50 174.00 1.50 0.03
E5512585 174.00 175.50 1.50 0.03
E5512586 175.50 177.00 1.50 0.06

MASSIVE MAFIC VOLCANIC: Unit is aphanitic to fine grained and appears as dark
green to purple. Moderate patchy to pervasive chlorite and hematitealteration
occur throughout as well as weak patchy sericite. Veining predominantly consists
of mm-2cm scale Carbonate fracture fills and veinlets with minor sections of
Quartz breccias raning from 30-70cm. 0.5-1% very fine grained disseminated to
fine grained blebby pyrite occurs locally throughout the unit. Rock is moderately
magnetic and hard. Lower contact is gradational over 30 cm as sericite alteration
increases.

183.10 204.30 VMM, MAFIC VOLCANIC MASSIVE
MASSIVE MAFIC VOLCANIC: Unit is aphanitic to fine grained and appears as light
greenish tan to dark grey with patchy purple sections. Unit is strongly and
pervasively sericite altered as well as patchy weak hematite altered and
bleached. Veining conists of mm-1cm scale Quartz/Carbonate fracture fills and
veinlets. Trace-0.5% fine grained blebby pyrite can be found locally. Rock is
weakly magnetic and hard. Lower contact is sharp as sericite alteration ends.

204.30 222.50 VMM, MAFIC VOLCANIC MASSIVE E5512587 210.20 211.70 1.50 0.11
E5512588 211.70 213.00 1.30 0.05
E5512590 213.00 214.50 1.50 0.19
E5512591 214.50 216.00 1.50 0.05
E5512592 216.00 217.50 1.50 0.03
E5512593 217.50 218.00 0.50 0.01
E5512594 218.00 218.50 0.50 0.02
E5512595 218.50 220.00 1.50 0.01
E5512596 220.00 221.50 1.50 0.08
E5512597 221.50 222.50 1.00 0.11

As massive mafic volcaninc above from 100.4-147m:
Unit appears as dark grey green with red and light tan patches throughout. Unit
is weakly chlorite to moderately bleached and hematite altered. Rock is aphanitic
to fine grained. Veining consists of mm-1cm scale carbonate fracture fills and
veinlets with some minor scale brecciated veins. 0.5-1% fien grained blebby
pyrite can be found throughout. Rock is hard and magnetic. Lower contact is

222.50 294.00 VUO, ULTRAMAFIC VOLCANIC E5512598 222.50 223.80 1.30 0.14
E5512600 223.80 225.00 1.20 0.25ULTRAMAFIC VOLCANIC: Unit appears as dark grey to black with patchy white

and red sections. Unit is moderately and pervasively chlorite and talc altered with
patchy weak hematite alteration. Veining consists of mm-1cm scale Carbonate
fracture fills/veinlets. Trace-0.5% fine grained blebby pyrite can be foundlocally
throughout the unit. Rock is moderately hard and nonmagnetic.
EOH
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Hole Number: HP13-042                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512571 157.70 159.00 0.2460
E5512572 159.00 160.50 0.0070
E5512573 160.50 161.50 0.1050
E5512574 161.50 162.20 2.8200
E5512575 162.20 163.70 1.8600
E5512576 163.70 165.00 1.4700
E5512577 165.00 166.50 0.6670
E5512578 166.50 167.40 0.2800
E5512580 167.40 168.00 0.5880
E5512581 168.00 169.50 0.0420
E5512582 169.50 171.00 0.0430
E5512583 171.00 172.50 0.0070
E5512584 172.50 174.00 0.0250
E5512585 174.00 175.50 0.0260
E5512586 175.50 177.00 0.0610
E5512587 210.20 211.70 0.1080
E5512588 211.70 213.00 0.0470
E5512590 213.00 214.50 0.1900
E5512591 214.50 216.00 0.0470
E5512592 216.00 217.50 0.0330
E5512593 217.50 218.00 0.0120
E5512594 218.00 218.50 0.0210
E5512595 218.50 220.00 0.0120
E5512596 220.00 221.50 0.0802
E5512597 221.50 222.50 0.1060
E5512598 222.50 223.80 0.1440
E5512600 223.80 225.00 0.2450
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GRAPHIC SUMMARY REPORT
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9.10
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ISO
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371101.000000 552704.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-043              DDH

Hislop Township

YES L26540

DECIMAL METRIC

32.00 -70.00

sgignac

Garant

At 63m and again at 96m, 1ft of core not recovered.

0 408.00

Completed: Jul 05, 2013Start Date: Jul 03, 2013

Entered On: Jul 05, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-043                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371101.00 North: Collar Az:

Location: Hislop Township East: 552704.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jul 03, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jul 05, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-70.00

32.00

408.00

0.00

408.00

Comments: At 63m and again at 96m, 1ft of core not recovered.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar Az from Field Check, Dip from planned 33.00 Mag Field = 560332.90 31.80-70.00 -69.80EZ Shot OK EZ Shot OK

51.00 Mag Field = 5542 102.00 Mag Field = 559035.30 36.50-70.10 -69.60EZ Shot OK EZ Shot OK

153.00 Mag Field = 5568 200.00 Mag Field = 558335.10 36.00-69.70 -69.10EZ Shot OK EZ Shot OK

252.00 Mag Field = 5519 300.00 Mag Field = 557239.80 36.50-68.60 -68.90EZ Shot OK EZ Shot OK

350.00 Mag Field = 5437 408.00 Mag Field = 542642.80 47.70-69.80 -69.30EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 9.10 HPO, OVERBURDEN
OVERBURDEN
Casing up to 15m. About 5.9m of core recovered.

9.10 148.90 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANIC
Rock is dark grey to black. Aphanitic to very fine grained. From 9.1-27.2m the
rock is altered with moderate to strong ankorite in patchy sections ranging from
about 10-80cm long. From 9.1-53.3m the rock is also altered with pervasive
carbonate and weak epidote. The rest of the unit is altered with strong,
pervasive chlorite and moderate, patchy talc. Moderate CAR/QTZ veinlets,
stringers and fracture fills at various angles TCA. Trace very fine grained
disseminated pyrite seen throughout unit. Rock is very soft with patchy
magnetism.

148.90 235.80 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY
Rock is light pink in colour. Very fine to fine grained matrix with medium grained
feldspar phenocrysts. Weak, pervasive hematite altereation. Weak CAR/QTZ
veinlets and stringers at 40-60 degrees TCA. Trace amounts of very fine grained
disseminated pyrite throughout unit. Distinct upper contact at about 40 degrees
TCA. Rock is hard with no magnetism.
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Hole Number: HP13-043                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

235.80 274.10 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Strong, pervasive
chlorite alteration and with patchy talc and sericite. Strong CAR/QTZ veinlets,
stringers and fracture fills at various angles TCA. Trace amounts of very fine
grained disseminated pyrite throughout unit, increasing up to 0.5% closer to
syenite contact. Distinct upper contact at about 60 degrees TCA. Contains two
minor lithologies towards the end of the unit: a biotitic lamprophyre and a
syenitic intrusion. Rock is very soft with patchy magnetism.

274.10 280.00 ISO, SYENITIC INTRUSIVE
SYENITIC INTRUSION
Rock is a light pink colour. Fine to medium grained. Altered with modereate,
pervasive K-feldspar. Weak CAR/QTZ veinlets and stringers. Up to 0.5% very fien
grained disseminated pyrite throughout unit. Distinct upper contact at about 60
degrees TCA. Rock is hard with no magnetism.

280.00 300.80 VUO, ULTRAMAFIC VOLCANIC E5514210 288.80 290.00 1.20 0.00
E5514211 290.00 291.00 1.00 0.00
E5514212 291.00 292.00 1.00 0.01
E5514213 292.00 293.00 1.00 0.01
E5514214 293.00 293.70 0.70 0.01
E5514215 293.70 294.20 0.50 0.00
E5514216 294.20 295.50 1.30 0.07
E5514217 295.50 297.00 1.50 0.19
E5514218 297.00 297.60 0.60 0.30
E5514219 297.60 298.60 1.00 0.03
E5514221 298.60 300.00 1.40 0.01
E5514222 300.00 300.80 0.80 0.00

ULTRAMAFIC VOLCANICS
Rock is dark grey. Aphanitic to very fine grained. The beginning of the unit is
altered with strong pervasive chlorite and patchy talc. The rest of the unit is
bleached and altered with patchy talc. Weak CAR/QTZ veinlets and stringers and
fracture fills. Trace very fine grained disseminated pyrite throughout unit. Unit
contains three syenitic intrusions with contacts at 40-70 degrees TCA. Rock is
very soft with patchy magenetism.

300.80 319.10 ISO, SYENITIC INTRUSIVE E5514223 300.80 302.00 1.20 3.93
E5514224 302.00 303.00 1.00 0.27
E5514225 303.00 304.50 1.50 0.22
E5514226 304.50 306.00 1.50 0.50
E5514227 306.00 307.50 1.50 0.74
E5514228 307.50 309.00 1.50 0.50
E5514229 309.00 310.10 1.10 0.00
E5514230 310.10 311.00 0.90 3.93
E5514232 311.00 312.00 1.00 0.20
E5514233 312.00 313.50 1.50 0.25
E5514234 313.50 315.00 1.50 0.06
E5514235 315.00 316.50 1.50 0.52
E5514236 316.50 318.00 1.50 0.27
E5514237 318.00 319.10 1.10 1.28

INTRUSIVE SYENITE
Rock is a light grey colour. Fine to medium grained. Altered with strong,
pervasive K-feldspar and sericite. Moderate CAR/QTZ veins, veinlets and
stringers at various angles TCA. Start of unit contains up to 0.5% very fine
grained disseminated pyrite. Concentrations decrease with depth. Rock is hard
with no magnetism.
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Hole Number: HP13-043                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

319.10 326.90 VUO, ULTRAMAFIC VOLCANIC E5514238 319.10 320.00 0.90 0.07
E5514239 320.00 321.00 1.00 0.01
E5514241 321.00 322.00 1.00 0.03
E5514242 322.00 322.90 0.90 0.03
E5514243 322.90 324.00 1.10 0.44
E5514244 324.00 324.70 0.70 0.20
E5514245 324.70 326.00 1.30 0.00
E5514246 326.00 326.90 0.90 0.04

ULTRAMAFIC VOLCANICS
Rock is dark grey. Aphanitic to very fine grained. Altered with K-feldspar and
bleaching, and the end of the unit is altered with chlorite and talc. Moderate
CAR/QTZ veins, veinlets and fracture fills at various angles TCA. Trace amounts
of very fine grained disseminated pyrite throughout unit. Rock is soft with no
magnetism.

326.90 330.70 ISO, SYENITIC INTRUSIVE E5514247 326.90 327.30 0.40 0.17
E5514248 327.30 328.00 0.70 0.29
E5514249 328.00 328.90 0.90 0.97
E5514251 328.90 329.40 0.50 0.05
E5514252 329.40 330.70 1.30 1.24

INTRUSIVE SYENITE
Rock is light grey. Fine to medium grained. Altered with strong, pervasive
K-feldspar. Weak CAR/QTZ veinlets and stringers. Trace to 0.5% very fine
grained disseminated pyrite that is locally medium grained. Rock is hard with no
magnetism.

330.70 408.00 VUO, ULTRAMAFIC VOLCANIC E5514253 330.70 331.80 1.10 0.00
E5514254 331.80 333.00 1.20 0.00
E5514255 333.00 334.50 1.50 0.00
E5514256 334.50 335.30 0.80 0.01
E5514257 335.30 335.90 0.60 0.01
E5514258 335.90 337.00 1.10 0.00
E5514259 337.00 338.00 1.00 0.00
E5514260 338.00 339.00 1.00 0.00

ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Altered with strong,
pervasive chlorite and moderate, patchy talc. Moderate CAR/QTZ veinlets,
stringers and fracture fills at variou angles TCA. Trace amounts of very fine
grained disseminated pyrite throughout unit. Rock is very soft with patchy
magnetism.
Inerval of Interest:
334.5-335.9m - Increase in pyrite up to 0.75%

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514210 288.80 290.00 0.0035
E5514211 290.00 291.00 0.0020
E5514212 291.00 292.00 0.0050
E5514213 292.00 293.00 0.0050
E5514214 293.00 293.70 0.0100
E5514215 293.70 294.20 0.0020
E5514216 294.20 295.50 0.0720
E5514217 295.50 297.00 0.1920
E5514218 297.00 297.60 0.2950
E5514219 297.60 298.60 0.0250
E5514221 298.60 300.00 0.0060
E5514222 300.00 300.80 0.0020
E5514223 300.80 302.00 3.9300
E5514224 302.00 303.00 0.2720
E5514225 303.00 304.50 0.2220
E5514226 304.50 306.00 0.5010
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Hole Number: HP13-043                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514227 306.00 307.50 0.7370
E5514228 307.50 309.00 0.4990
E5514229 309.00 310.10 0.0040
E5514230 310.10 311.00 3.9300
E5514232 311.00 312.00 0.1970
E5514233 312.00 313.50 0.2520
E5514234 313.50 315.00 0.0600
E5514235 315.00 316.50 0.5185
E5514236 316.50 318.00 0.2720
E5514237 318.00 319.10 1.2800
E5514238 319.10 320.00 0.0720
E5514239 320.00 321.00 0.0070
E5514241 321.00 322.00 0.0300
E5514242 322.00 322.90 0.0330
E5514243 322.90 324.00 0.4390
E5514244 324.00 324.70 0.2020
E5514245 324.70 326.00 0.0030
E5514246 326.00 326.90 0.0390
E5514247 326.90 327.30 0.1710
E5514248 327.30 328.00 0.2880
E5514249 328.00 328.90 0.9700
E5514251 328.90 329.40 0.0490
E5514252 329.40 330.70 1.2400
E5514253 330.70 331.80 0.0020
E5514254 331.80 333.00 0.0020
E5514255 333.00 334.50 0.0005
E5514256 334.50 335.30 0.0100
E5514257 335.30 335.90 0.0050
E5514258 335.90 337.00 0.0005
E5514259 337.00 338.00 0.0010
E5514260 338.00 339.00 0.0013
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371126.000000 552683.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-044              DDH

Hislop Township

L26540

DECIMAL METRIC

32.00 -65.00

cbetts

Garant

NO SAMPLES TAKEN FOR ASSAY IN THIS HOLE

0 326.00

Completed: Jul 07, 2013Start Date: Jul 05, 2013

Entered On:

Hole Size:

Hislop

NQ

Brian Hua
New Stamp
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Hole Number: HP13-044                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371126.00 North: Collar Az:

Location: Hislop Township East: 552683.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jul 05, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jul 07, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing:

-65.00

32.00

326.00

0.00

326.00

Comments: NO SAMPLES TAKEN FOR ASSAY IN THIS HOLE

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar Az from planned, Dip from first good dip 33.00 Mag=549532.00 38.30-66.10 -66.10EZ Shot OK EZ Shot DO

50.00 Mag=5649 100.00 Mag=559533.40 38.30-65.90 -66.30EZ Shot OK EZ Shot OK

150.00 Mag=5564 200.00 Mag=556237.50 39.20-66.60 -66.10EZ Shot OK EZ Shot OK

250.00 Mag=5550 300.00 Mag=554043.00 43.00-65.70 -65.20EZ Shot OK EZ Shot OK

357.00 Mag=547147.60 -65.10 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 11.00 HPO, OVERBURDEN

11.00 30.60 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANIC: Unit appears as dark grey to black with patchy white
sections. Unit is moderately and pervasively chlorite and talc altered. Veining
consists of mm-1cm scale Carbonate fracture fills/veinlets. Trace-0.5% fine
grained blebby pyrite can be foundlocally throughout the unit. Rock is moderately
hard and nonmagnetic.

30.60 33.00 IMO, MAFIC INTUSIVE
Mafic Intrusion: Rock appears dark reddish grey in colour and is aphanitic to fine
grained. Unit is moderately hematite altered with minimal carbonate/quartz
veining. Trace ammounts of pyrite. unit is hard and weakly magnetic. Lower
contact is sharp but lost in broken core.

33.00 109.60 VUO, ULTRAMAFIC VOLCANIC
SAME AS VUO ABOVE FROM 11-30.6m:
ULTRAMAFIC VOLCANIC: Unit appears as dark grey to black with patchy white
sections. Unit is moderately and pervasively chlorite and talc altered. Veining
consists of mm-1cm scale Carbonate fracture fills/veinlets. Trace-0.5% fine
grained blebby pyrite can be foundlocally throughout the unit. Rock is moderately
hard and nonmagnetic. Lower contact is sharp at 70 deg TCA
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Hole Number: HP13-044                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

109.60 112.40 IMO, MAFIC INTUSIVE
Rock appears grey to patchy pink in sections to dark grey and is aphanitic to fine
grained. Weak pervasive chlorite and hematite alteration occur throughout.
Veining consists of mm scale Carbonate+/-Quartz fracture fills and veinlets.
0.5-1% very fine to fine grained blebby pyrite occur throughout unit. Rock is
hard and nonmagnetic. Lower contact is sharp at 90 deg TCA.

112.40 121.00 VUO, ULTRAMAFIC VOLCANIC
SAME AS VUO ABOVE FROM 33-109.6m:
ULTRAMAFIC VOLCANIC: Unit appears as dark grey to black with patchy white
sections. Unit is moderately and pervasively chlorite and talc altered. Veining
consists of mm-1cm scale Carbonate fracture fills/veinlets. Trace-0.5% fine
grained blebby pyrite can be foundlocally throughout the unit. Rock is moderately
hard and nonmagnetic. Lower contact is sharp at 70 deg TCA

121.00 212.20 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY: Rock appears as liight reddish grey in colour and is fine
to medium grained. mm scale white feldspar phenocrysts occur throughout the
unit. Unit is weakly and pervasively hematite altered. veining consists of mm
scale Carbonate veinlets and some fracture fills. Trace-0.5% fine grained pyrite
can be found locally throughout unit. Rock is hard and nonmagnetic. Lower
contact is sharp at ~ 70 deg TCA.

212.20 242.80 VUO, ULTRAMAFIC VOLCANIC
SAME AS VUO ABOVE FROM 112.4-121m:
ULTRAMAFIC VOLCANIC: Unit appears as dark grey to black with patchy white
sections. Unit is moderately and pervasively chlorite and talc altered. Veining
consists of mm-1cm scale Carbonate fracture fills/veinlets. Trace-0.5% fine
grained blebby pyrite can be foundlocally throughout the unit. Rock is moderately
hard and nonmagnetic. Lower contact is sharp at 80 deg TCA

242.80 245.60 IMO, MAFIC INTUSIVE
MAFIC INTRUSION: Rock appears as dark red in colour and is aphanitic to fine
grained. Moderate pervasive hematite alteration occurs throughout unit. Veining
consists of mm scale carbonate fracture fills. Trace ammounts of pyrite can be
found locally in unit. Rock os hard and weakly magnetic. Lower contact is sharp
at 70 deg TCA.

245.60 249.80 LLO, LAMPROPHYRE
LAMPROPHYRE: Unit is medium to very coarse grained and appears as blothcy
black and light grey. mm-cm scale biotite flakes are found throughout the unit.
Moderate patchy hematite alteration occurs throughout the unit. as well as weak
patchyt chlorite. Veining consists of mm scale CArbonate and Quartz fracture fills.
Trace-0.25% fine grained oyrite can be found. Rock is moderately hard and
nonmagnetic. Lower contact is sharp at 80 deg TCA.

249.80 255.20 VUO, ULTRAMAFIC VOLCANIC
SAME AS VUO ABOVE FROM 212.2-242.8 m
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Hole Number: HP13-044                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

255.20 257.60 IIO, INTERMEDIATE INTRUSIVE
Unit appears light grey with patchy white and dark grey sections. weak oatchy
hematite alteration occurs throughout unit. Veining consists of mm-1cm scale
CARB+/-qtz fracture fills and veinlets. trace ammounts of pyrite can be found
throughout. Lower contact is sharp at 80 deg TCA rock is moderately hard and
nonmagnetic.

257.60 326.00 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC: Unit appears as ultramafics above with many smaller intrusives
ranging in colour from dark red to light red and light grey and fine to coarse
grained. Ultramafic sections are moderately and pervasively chlorite and talc
altered where intrusives are weakly to moderately hematite altered and weakly
silicified. Veining primarilys consists of Carbonate/Quartz fracture fills and
veinlets rangning in size from mm-5cm scale. Trace ammounts of pyrite can be
found within te ultramafics with a slight increase up to 0.5-1% very fine to fine
grained blebby pyrite within some of the intrusives. Rock is primarily moderately
hard and nonmagnetic with the intrusives being hard qand weakly magnetic.
Lower contact is
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371185.000000 552605.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-045              DDH

Hislop Township

YES L26540

DECIMAL METRIC

32.00 -65.00

sgignac

Garant

0 351.00

Completed: Jul 09, 2013Start Date: Jul 05, 2013

Entered On: Jul 08, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-045                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371185.00 North: Collar Az:

Location: Hislop Township East: 552605.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jul 05, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jul 09, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-65.00

32.00

351.00

0.00

351.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first good reading 33.00 Mag Field = 556729.70 29.70-63.60 -63.60EZ Shot OK EZ Shot OK

102.00 Mag Field = 5582 150.00 Mag Field = 558434.20 32.10-63.40 -63.20EZ Shot OK EZ Shot OK

200.00 Mag Field = 5569 252.00 Mag Field = 552734.90 38.20-61.90 -63.40EZ Shot OK EZ Shot OK

300.00 Mag Field = 5526 351.00 Mag Field = 553937.80 39.50-63.10 -63.30EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 11.20 HPO, OVERBURDEN
OVERBURDEN
Casing up to 12m. About 80cm of core recovered.

11.20 50.00 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY
Rock is light green and pink. Very fine grained matrix with fien to medium
grained feldspar phenocrysts. Pervasive epidote and patchy hematite alteration.
Weak QTZ/CAR veinlets and stringers at 40-60 degrees TCA. Trace amounts of
very fine grained disseminated pyrite throughout unit. Rock is hard with no
magnetism.

50.00 117.90 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANIC
Rock is dark grey to black. Aphanitic to very fine grained. Mainly altered with
strong, pervasive chlorite and moderate, patchy talc, with some sections being
bleached. Strong CAR/QTZ veinlets, stringers and frature fills. Up to 0.5% very
fine grained disseminated pyrite. Distinct upper contact at a break in the core.
Rock is very soft with patchy magnetism.
Intervals of Interest:
101.9-108.4m - Increase in pyrite up to 0.75%; locally medium grained
112.6-112.9m - Increase in pyrite up to 0.75%
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Hole Number: HP13-045                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

117.90 164.60 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY
Rock is pink in colour. Fine grained matrix with medium grained feldspar and
quartz phenocrysts. Moderate, pervasive hematite alteration. Weak CAR/QTZ
veinlets, stringers and fracture fills. Up to 0.75% very fine grained disseminated
pyrite that is locally medium grained. Distinct upper contact at almost 90 degrees
TCA. Rock is hard with no magnetism.
Interval of Interest:
162.8-164.6m - Increase in pyrite up to 1% close to ultramafic contact

164.60 204.50 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Strong, pervasive
chlorite and moderate patchy talc alteration. Moderate CAR/QTZ veinlets,
stringers and fracture fills. Trace amounts of very fine grained disseminated
pyrite that are locally medium grained. Distinct upper contact at 40-50 degrees
TCA. Rock is very soft with patchy magetism.

204.50 220.40 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY
Rock is burgandy in colour. Very fine to fine grained matrix with medium grained
feldspar phenocrysts. Altered with moderate, pervasive hematite. Weak CAR/QTZ
stringers. Trace amounts of very fine grained disseminated pyrite throughout
unit. Distinct upper contact at almost 90 degrees TCA. Rock is hard with no
magnetism.
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Hole Number: HP13-045                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

220.40 266.40 VUO, ULTRAMAFIC VOLCANIC E5514261 241.80 242.50 0.70 0.16
E5514262 242.50 243.00 0.50 0.17
E5514263 243.00 244.50 1.50 0.09
E5514264 244.50 246.00 1.50 0.14
E5514265 246.00 246.80 0.80 0.11
E5514266 246.80 247.80 1.00 0.80
E5514267 247.80 248.10 0.30 0.92
E5514268 248.10 249.00 0.90 0.62
E5514269 249.00 250.50 1.50 0.53
E5514271 250.50 252.00 1.50 0.04
E5514272 252.00 253.30 1.30 1.26
E5514273 253.30 254.30 1.00 4.20
E5514274 254.30 255.00 0.70 13.70
E5514275 255.00 256.20 1.20 52.90
E5514276 256.20 257.20 1.00 2.51
E5514277 257.20 257.50 0.30 8.15
E5514278 257.50 258.00 0.50 2.49
E5514279 258.00 259.50 1.50 1.15
E5514281 259.50 260.10 0.60 2.40
E5514282 260.10 260.90 0.80 1.21
E5514283 260.90 262.00 1.10 1.44
E5514284 262.00 263.00 1.00 3.95
E5514285 263.00 264.00 1.00 0.92
E5514286 264.00 264.30 0.30 0.40
E5514287 264.30 265.30 1.00 0.49
E5514288 265.30 266.40 1.10 0.30

ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Altered mainly with
chlorite, talc and sericite, with some sections that are pervasively beached.
Strong CAR/QTZ veinlets, stringers and fracture fills. Up to 0.75% very fine
grained disseminated pyrite, lcally associated with sericite and bleaching. Distinct
upper contact at 40 degrees TCA. Rock is very soft with patchy magnetism.
Intervals of Interest:
225.0-237.0m - Increase of pyrite up to 1.5% associated with bleaching
246.8-247.8m - Increase in pyrite up to 1% associated with strong sericite
alteration
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Hole Number: HP13-045                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

266.40 351.00 ISO, SYENITIC INTRUSIVE E5514289 266.40 267.00 0.60 1.03
E5514291 267.00 268.50 1.50 0.16
E5514292 268.50 269.40 0.90 0.17
E5514293 269.40 270.00 0.60 0.03
E5514294 270.00 271.00 1.00 0.14
E5514295 271.00 272.50 1.50 0.36
E5514296 272.50 273.00 0.50 0.13
E5514297 273.00 274.50 1.50 0.16
E5514298 274.50 276.00 1.50 0.16
E5514299 276.00 277.50 1.50 0.26
E5514301 277.50 279.00 1.50 0.11
E5514302 279.00 280.50 1.50 0.26
E5514303 280.50 282.00 1.50 0.15
E5514304 282.00 283.00 1.00 0.22
E5514305 330.60 331.60 1.00 0.08
E5514306 331.60 333.00 1.40 0.06
E5514307 333.00 334.50 1.50 0.03
E5514308 334.50 335.70 1.20 0.01
E5514309 335.70 336.00 0.30 0.03
E5514311 336.00 337.50 1.50 0.15
E5514312 337.50 339.00 1.50 0.39
E5514313 339.00 339.60 0.60 0.18
E5514314 339.60 340.20 0.60 0.32
E5514315 340.20 341.20 1.00 0.03
E5514316 341.20 341.70 0.50 0.17
E5514317 341.70 342.40 0.70 0.26
E5514318 342.40 342.80 0.40 0.06
E5514319 342.80 344.30 1.50 0.24
E5514321 344.30 345.00 0.70 0.10
E5514322 345.00 346.00 1.00 0.03
E5514323 346.00 347.40 1.40 0.08
E5514324 347.40 348.00 0.60 0.19
E5514325 348.00 349.30 1.30 0.12
E5514326 349.30 350.00 0.70 0.21
E5514327 350.00 351.00 1.00 0.39

ALBITIC SYENITE
Rock is lavender coloured. Fine to medium grained. Strongly silicified and altered
with albite, epidote and hematite. Weak CAR/QTZ veinlets and stringers. Up to
0.5% very fine grained disseminated pyrite throughout unit. Distinct upper
contact at about 40 degrees TCA along a fracture in the core. Rock is hard with
no magnetism.
Intervals of Interest:
271.0-306.4m - Increase in pyrite up to 0.75%
339.6-340.2m - Increase in pyrite up to 0.75% associated with sericite alteration

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514261 241.80 242.50 0.1600
E5514262 242.50 243.00 0.1690
E5514263 243.00 244.50 0.0850
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Hole Number: HP13-045                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514264 244.50 246.00 0.1360
E5514265 246.00 246.80 0.1140
E5514266 246.80 247.80 0.7970
E5514267 247.80 248.10 0.9230
E5514268 248.10 249.00 0.6200
E5514269 249.00 250.50 0.5270
E5514271 250.50 252.00 0.0420
E5514272 252.00 253.30 1.2600
E5514273 253.30 254.30 4.2000
E5514274 254.30 255.00 13.7000
E5514275 255.00 256.20 52.9000
E5514276 256.20 257.20 2.5100
E5514277 257.20 257.50 8.1500
E5514278 257.50 258.00 2.4900
E5514279 258.00 259.50 1.1500
E5514281 259.50 260.10 2.4000
E5514282 260.10 260.90 1.2100
E5514283 260.90 262.00 1.4400
E5514284 262.00 263.00 3.9500
E5514285 263.00 264.00 0.9230
E5514286 264.00 264.30 0.4010
E5514287 264.30 265.30 0.4850
E5514288 265.30 266.40 0.2990
E5514289 266.40 267.00 1.0300
E5514291 267.00 268.50 0.1600
E5514292 268.50 269.40 0.1690
E5514293 269.40 270.00 0.0340
E5514294 270.00 271.00 0.1360
E5514295 271.00 272.50 0.3630
E5514296 272.50 273.00 0.1320
E5514297 273.00 274.50 0.1570
E5514298 274.50 276.00 0.1620
E5514299 276.00 277.50 0.2600
E5514301 277.50 279.00 0.1050
E5514302 279.00 280.50 0.2590
E5514303 280.50 282.00 0.1540
E5514304 282.00 283.00 0.2170
E5514305 330.60 331.60 0.0780
E5514306 331.60 333.00 0.0630
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Hole Number: HP13-045                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514307 333.00 334.50 0.0300
E5514308 334.50 335.70 0.0110
E5514309 335.70 336.00 0.0340
E5514311 336.00 337.50 0.1520
E5514312 337.50 339.00 0.3900
E5514313 339.00 339.60 0.1760
E5514314 339.60 340.20 0.3220
E5514315 340.20 341.20 0.0290
E5514316 341.20 341.70 0.1710
E5514317 341.70 342.40 0.2630
E5514318 342.40 342.80 0.0580
E5514319 342.80 344.30 0.2400
E5514321 344.30 345.00 0.1010
E5514322 345.00 346.00 0.0310
E5514323 346.00 347.40 0.0830
E5514324 347.40 348.00 0.1850
E5514325 348.00 349.30 0.1170
E5514326 349.30 350.00 0.2050
E5514327 350.00 351.00 0.3910
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371185.000000 552605.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-046              DDH

Hislop Township

YES L26540

DECIMAL METRIC

32.00 -65.00

cbetts

Garant

0 350.00

Completed: Jul 10, 2013Start Date: Jul 07, 2013

Entered On: Jul 10, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-046                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371185.00 North: Collar Az:

Location: Hislop Township East: 552605.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jul 07, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jul 10, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-65.00

32.00

350.00

0.00

350.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar using first good reading 33.00 Mag=560430.80 30.80-65.30 -65.30EZ Shot OK EZ Shot OK

50.00 Mag=5620 100.00 Mag=553433.60 35.70-65.30 -65.00EZ Shot OK EZ Shot OK

150.00 Mag=5579 200.00 Mag=553135.90 36.20-64.60 -64.10EZ Shot OK EZ Shot OK

250.00 Mag=5548 300.00 Mag=5436; Mag ~low, suspect Az off37.60 40.20-63.80 -63.40EZ Shot OK EZ Shot DO

350.00 Mag=553440.10 -63.00 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 12.00 HPO, OVERBURDEN

12.00 17.00 AEO, SERICITE ALTERED ROCK
SERICITE ALTERED: Rock appears as light grey and tan and is aphanitic to very
fine grained. Strong pervasive sericite alteration occurs throughout unit with
strong patchy ankerite alteration. Veining consists of mm scale fracture fills and
veinlets. Trace pyrite. Lower contact is sharp at 80 deg TCA.

17.00 36.00 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANIC: Rock  appears as dark grey to black with patchy dark
purple and brown sections. Moderate pervasive chlorite alteration occurs
throughout as well as moderate patchy hematite and ankerite alteration.
Veiningconsists of mm-1c scale Carbonate/quartz fracture fills and veins.
Trace-0.5% fine grained blebby pyrite can be found locally throughout unit.
Lower contact is gradational as fuchsitic alteration starts.

36.00 53.30 ACG, GREEN CARBONATE ALTERED ROCK
GREEN CARBONATE ALTERED ULTRAMAFIC: Rock appears as bright green with
patchy brown sections. Rock is moderately and pervasively fuchsite altered with
strong patchy ankerite alteration occuring throughout. Veining consists of
mm-1cm scale Carbonate/Qtz fracture fills and veinlets. Trace-0.5% fine grained
pyrite can be found locally. Lower contact is sharp at 40 deg TCA
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Hole Number: HP13-046                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

53.30 55.20 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY: Rock appears as liight reddish grey in colour and is fine
to medium grained. mm scale white feldspar phenocrysts occur throughout the
unit. Unit is weakly and pervasively hematite altered. veining consists of mm
scale Carbonate veinlets and some fracture fills. Trace amounts of pyrite can be
found locally throughout unit. Rock is hard and nonmagnetic. Lower contact is
sharp at ~ 70 deg TCA.

55.20 125.00 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANIC: Unit appears as dark grey to black with patchy white
sections. Unit is moderately and pervasively chlorite and talc altered. Veining
consists of mm-1cm scale Carbonate fracture fills/veinlets. Trace-0.5% fine
grained blebby pyrite can be foundlocally throughout the unit. Rock is moderately
hard and nonmagnetic.

125.00 128.80 IMO, MAFIC INTUSIVE
Rock appears as light grey with mm scale black fractures throughout. unit is
weakly silicified. Veining consists of mm scale carbonate fracture fills. 1% fine
grained pyrite can be found throughout unit. Lower contact is sharp at 70 deg
TCA.

128.80 141.60 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANIC: Unit appears as dark grey to black with patchy white
sections. Unit is moderately and pervasively chlorite and talc altered. Veining
consists of mm-1cm scale Carbonate fracture fills/veinlets. Trace-0.5% fine
grained blebby pyrite can be foundlocally throughout the unit. Rock is moderately
hard and nonmagnetic.

141.60 206.00 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY: Rock appears as liight reddish grey in colour and is fine
to medium grained. mm scale white feldspar phenocrysts occur throughout the
unit. Unit is weak patchy hematite altered. veining consists of mm scale
Carbonate veinlets and some fracture fills. Trace-0.5% fine grained pyrite can be
found locally throughout unit. Rock is hard and nonmagnetic.

206.00 226.30 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANIC: Unit appears as dark grey to black with patchy white
sections. Unit is moderately and pervasively chlorite and talc altered. Veining
consists of mm-1cm scale Carbonate fracture fills/veinlets. Trace-0.5% fine
grained blebby pyrite can be foundlocally throughout the unit. Rock is moderately
hard and nonmagnetic.

226.30 228.30 IMO, MAFIC INTUSIVE
MAFIC INTRUSIVE: Rock appears as dark purple grey in colour and is fine
grained. Moderate patchy hematite alteration occurs throughout. Veinging
consists of mm scale CARB fracture fills and veinlets. 0.5-1% very fine to fine
grained pyrite can be found locally. Sharp upper and lower contacts at around
50-60 deg TCA.
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Hole Number: HP13-046                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

228.30 245.00 VGO, GABBRO
GABBRO: Rock appears as dark green to light patchy grey and is aphanitic to
coarse grained. Moderate pervasive chlorite alteration occurs throughout with
weak patchy hematite alteration. Veining conists of mm-1cm scale CARB/QTZ
fracture fills veinlets and veins. Trace-0.5% fine grained blebby pyrite can be
found locally. Rock is hard and weakly magnetic. Lower contact is sharp at 80
deg TCA.

245.00 263.90 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANIC: Unit appears as dark grey to black with patchy white
sections. Unit is moderately and pervasively chlorite and talc altered. Veining
consists of mm-1cm scale Carbonate fracture fills/veinlets. Trace-0.5% fine
grained blebby pyrite can be foundlocally throughout the unit. Rock is moderately
hard and nonmagnetic.

263.90 267.30 IMO, MAFIC INTUSIVE
Mafic Intrusive: Rock appears as light pink to grey in colour and is fine grained.
Moderate patchy hematite alteration and weka patchy chlorite alteration occurs
throghout unit. Veining consists of mm scale Carbonate fracture fills. Trace-0.5%
very fine to fine grained pyrite. Rock is hard and weakly magnetic lower contact
is sharp at 40-60 deg TCA.

267.30 293.30 VUO, ULTRAMAFIC VOLCANIC E5512601 291.00 292.00 1.00 0.00
E5512602 292.00 293.30 1.30 0.13ULTRAMAFIC VOLCANIC: Unit appears as dark grey to black with patchy white

sections. Unit is moderately and pervasively chlorite and talc altered. Veining
consists of mm-1cm scale Carbonate fracture fills/veinlets. Trace-0.5% fine
grained blebby pyrite can be foundlocally throughout the unit. Rock is moderately
hard and nonmagnetic.

293.30 298.30 IMO, MAFIC INTUSIVE E5512603 293.30 294.00 0.70 1.92
E5512604 294.00 295.00 1.00 0.42
E5512605 295.00 296.00 1.00 0.77
E5512606 296.00 297.00 1.00 1.96
E5512607 297.00 298.30 1.30 1.89

MAFIC INTRUSIVE: Rock appears as dark grey to light purple grey in colour and
is aphanitic to fine grained. weak pervasive chlorite and weak patchy hematite
alteration occur throughout. Veining consists of mm scale fracture fills. 0.5-1%
very fine grained isseminated to fine grained blebby pyrite is found throughout
units along fractures. Rock is hard and nonmagnetic. Lower contact is sharp at
60 deg TCA.

298.30 340.30 VUO, ULTRAMAFIC VOLCANIC E5512608 298.30 299.80 1.50 0.02
E5512610 327.00 328.50 1.50 0.06
E5512611 328.50 330.00 1.50 0.09
E5512612 330.00 331.50 1.50 0.26
E5512613 331.50 333.00 1.50 0.14
E5512614 333.00 334.50 1.50 0.03
E5512615 334.50 336.00 1.50 0.03
E5512616 336.00 337.50 1.50 0.05
E5512617 337.50 339.00 1.50 0.17
E5512618 339.00 340.30 1.30 0.05

ULTRAMAFIC VOLCANIC: Unit appears as dark grey to black with patchy white
sections. Unit is moderately and pervasively chlorite and talc altered. Veining
consists of mm-1cm scale Carbonate fracture fills/veinlets. Trace-0.5% fine
grained blebby pyrite can be foundlocally throughout the unit. Rock is moderately
hard and nonmagnetic.
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Hole Number: HP13-046                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

340.30 350.00 ISO, SYENITIC INTRUSIVE E5512620 340.30 341.00 0.70 1.11
E5512621 341.00 342.00 1.00 0.71
E5512622 342.00 343.00 1.00 0.10
E5512623 343.00 344.00 1.00 0.89
E5512624 344.00 345.00 1.00 0.17
E5512625 345.00 346.00 1.00 0.19
E5512626 346.00 347.00 1.00 0.12
E5512627 347.00 348.00 1.00 0.20
E5512628 348.00 349.00 1.00 2.35
E5512630 349.00 350.00 1.00 2.05

Syenite: Rock appears as red to light pink and patchy green sections. Moderate
pervasive hematite and weak patchy sericite alteration occur throughout unit.
Veining consists of mm scale Carbonate fracture fills. 0.5-1% fine grained blebby
pyrite can be found throughout unit.
EOH

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512601 291.00 292.00 0.0020
E5512602 292.00 293.30 0.1310
E5512603 293.30 294.00 1.9200
E5512604 294.00 295.00 0.4240
E5512605 295.00 296.00 0.7690
E5512606 296.00 297.00 1.9600
E5512607 297.00 298.30 1.8900
E5512608 298.30 299.80 0.0180
E5512610 327.00 328.50 0.0550
E5512611 328.50 330.00 0.0900
E5512612 330.00 331.50 0.2600
E5512613 331.50 333.00 0.1360
E5512614 333.00 334.50 0.0250
E5512615 334.50 336.00 0.0320
E5512616 336.00 337.50 0.0450
E5512617 337.50 339.00 0.1720
E5512618 339.00 340.30 0.0540
E5512620 340.30 341.00 1.1100
E5512621 341.00 342.00 0.7090
E5512622 342.00 343.00 0.1040
E5512623 343.00 344.00 0.8870
E5512624 344.00 345.00 0.1670
E5512625 345.00 346.00 0.1870
E5512626 346.00 347.00 0.1190
E5512627 347.00 348.00 0.2040
E5512628 348.00 349.00 2.3500
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Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512630 349.00 350.00 2.0500
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Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371185.000000 552605.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-047              DDH

Hislop Township

YES L26540

DECIMAL METRIC

32.00 -72.00

sgignac

Garant

0 394.00

Completed: Jul 16, 2013Start Date: Jul 09, 2013

Entered On: Jul 15, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-047                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371185.00 North: Collar Az:

Location: Hislop Township East: 552605.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jul 09, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jul 16, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-72.00

32.00

394.00

0.00

394.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from planned Az and Dip 33.00 Mag Field = 567532.00 25.80-72.00 -70.10EZ Shot OK EZ Shot OK

84.00 Mag Field = 5624 135.00 Mag Field = 558327.10 26.20-69.20 -68.70EZ Shot OK EZ Shot OK

201.00 Mag Field = 5506 252.00 Mag Field = 557030.80 29.10-68.30 -68.60EZ Shot OK EZ Shot OK

300.00 Mag Field = 5498 350.00 Mag Field = 550930.70 31.50-68.00 -68.00EZ Shot OK EZ Shot OK

394.00 Mag Field = 548632.30 -67.80 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 11.40 HPO, OVERBURDEN
OVERBURDEN
Casing up to 12m. About 60cm of core recovered.

11.40 57.80 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY
Rock is a pistachio green colour. Very fine to fine grained. Altered pervasively
with epidote and with patchy hematite. The very start of the hole is altered with
green carbonate. Weak QTZ/CAR veinlets and stringers. Only trace amounts of
very fine grained disseminated pyrite throughout unit. Rock is hard with no
magnetism. From 81-84m is bleached. Moderate CAR/QTZ veinlets, stringers and
fracture fills at various angles TCA. Up to 0.25% very fine grained disseminated
pyrite throughout unit. Distinct upper contact at ******* degrees TCA. Rock is
very soft with patchy magnetism.

57.80 84.00 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANIC
Rock is dark grey to black. Aphanitic to very fine grained. Altered with pervasive
chlorite and patchy talc.
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Hole Number: HP13-047                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

84.00 85.90 IMO, MAFIC INTUSIVE
MAFIC INTRUSION
Rock is a dark burgandy colour. Very fine to fine grained matrix with medium
grained, euhedral K-feldspar phenocrysts. Strongly and pervasively altered with
hematite. Moderate CAR/QTZ veinlets, stringers and fracture fills. Trace-0.25%
very fine grained disseminated pyrite throughout. Distinct upper contact at
almost 90 degrees TCA along break in core. Rock is hard with no magnetism.

85.90 115.50 VUO, ULTRAMAFIC VOLCANIC

115.50 121.00 IIO, INTERMEDIATE INTRUSIVE
INTERMEDIATE INTRUSION
Rock is a greyish pink colour. Very fine to fine grained. Pervasive silicification and
patchy K-feldspar alteration. Weak CAR/QTZ veinlets, stringers and fracture fills
at 50-70 degrees TCA. Up to 0.75% very fine grained disseminated pyrite
throughout unit. Distinct upper contact at 40 degrees TCA. Rock is hard with no
magnetism.
Interval of Interest:
Entire unit is of interest.

121.00 129.70 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Altered with pervasive
chlorite and patchy talc. Moderate CAR/QTZ veinlets, stringers and fracture fills
at various angles TCA. Trace amounts of very fine grained disseminated pyrite.
Distinct upper contact at about 60 degrees TCA. Rock is very soft with patchy
magnetism.

129.70 178.40 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY
Rock is light pink. Fine grained matrix with medium grained feldspar phenocrysts.
Pervasively silicified and altered with weak, patchy hematite. Weak CAR/QTZ
veinlets and stringer at various angles TCA. Up to 0.25% very fine grained pyrite
throughout unit. Distinct upper contact at 40 degrees TCA. Rock is hard with no
magnetism.

178.40 220.60 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Altered with strong,
pervasive chlorite and moderate, patchy talc. Weak CAR/QTZ veinlets, stringers
and fracture fills. Trace amounts of very fine grained disseminated pyrite. Distinct
upper contact at about 30 degrees TCA. ROck is very soft with patchy
magnetism.

220.60 238.60 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY
Rock is burgandy in colour. Very fine to fine grained with fine grained feldspar
clasts. Strong, pervasive silicification and moderate, pervasive hematization.
Weak CAR/QTZ stringers. Trace amounts of very fine grained disseminated
pyrite. Distinct upper contact at 80 degrees TCA. Rock is hard with no
magnetism.
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Hole Number: HP13-047                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

238.60 246.30 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Strong, pervasive
chlorite and moderate, patchy talc alteration. Moderate CAR/QTZ veinlets,
stringers and fracture fills. Only trace amounts of very fine grained disseminated
pyrite. Distinct upper contact at 20 degrees TCA. Rock is very soft with patchy
magnetism.

246.30 249.40 LLB, BIOTITIC LAMPROPHYRE
LAMPROPHYRE
Rock is a dark blue colour. Fine to medium grained. Pervasive carbonate and
chlorite alteration. Weak CAR/QTZ veinlets and stringers. Up to 1% very fine
grained disseminated pyrite that is locally medium grained. Distinct upper contact
at about 60 degrees TCA. Rock is soft with strong, patchy magnetism.
Interval of Interest:
Entire unit is of interest.

249.40 278.30 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Strong, pervasive
chlorite and moderate, patchy talc alteration. Moderate CAR/QTZ veinlets,
stringers and fracture fills. Up to 0.25% very fine grained disseminated pyrite.
Distinct upper contact at about 80 degrees TCA. Rock is very soft with patchy
magnetism.

278.30 282.00 IMO, MAFIC INTUSIVE
MAFIC INTRUSION
Rock is dark grey. Fine grained. Moderate, pervasive magnetite and weak,
patchy hematite. Weak CAR/QTZ veinlets and stringers at 70-90 degrees TCA.
Trace amounts of very fine grained disseminated pyrite. Distinct upper contact at
about 60-70 degrees TCA. Rock is hard with strong magnetism.

282.00 298.10 VUO, ULTRAMAFIC VOLCANIC E5514328 282.00 283.50 1.50 0.02
E5514329 283.50 285.00 1.50 0.04
E5514331 285.00 286.50 1.50 0.02
E5514332 286.50 288.00 1.50 0.02
E5514333 288.00 289.50 1.50 0.00
E5514334 289.50 291.00 1.50 0.02
E5514335 291.00 292.50 1.50 0.14
E5514336 292.50 294.00 1.50 0.27
E5514337 294.00 295.50 1.50 0.63
E5514338 295.50 296.30 0.80 0.60
E5514339 296.30 297.00 0.70 2.59
E5514341 297.00 298.10 1.10 3.09

ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Strong, pervsive
chlorite and moderate, patchy talc alteration. Moderate CAR/QTZ veinlets,
stringers and fracture fills. Trace amounts of very fine grained disseminated
pyrite, increasing around contact with syenite. Distinct upper contact at 60-70
degrees TCA. Rock is vary soft with patchy magnetism.
Interval of Interest:
296.3-298.1m - Increase in sulphides up to 5-6% around the syenite contact
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Hole Number: HP13-047                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

298.10 394.00 ISO, SYENITIC INTRUSIVE E5514342 298.10 299.00 0.90 4.73
E5514343 299.00 300.00 1.00 1.15
E5514344 300.00 301.00 1.00 0.75
E5514345 301.00 302.00 1.00 0.66
E5514346 302.00 303.00 1.00 1.09
E5514347 303.00 304.00 1.00 0.39
E5514348 304.00 304.90 0.90 3.97
E5514349 304.90 306.00 1.10 1.07
E5514351 306.00 307.00 1.00 0.49
E5514352 307.00 308.00 1.00 1.57
E5514353 308.00 309.00 1.00 1.01
E5514354 309.00 310.00 1.00 17.70
E5514355 310.00 310.80 0.80 1.12
E5514356 310.80 311.60 0.80 0.29
E5514357 311.60 312.60 1.00 0.39
E5514358 312.60 314.00 1.40 0.35
E5514359 314.00 315.00 1.00 0.26
E5514361 315.00 316.50 1.50 0.26
E5514362 316.50 317.80 1.30 0.20
E5514363 317.80 319.00 1.20 0.38
E5514364 319.00 320.00 1.00 0.31
E5514365 320.00 321.00 1.00 0.37
E5514366 321.00 322.50 1.50 0.18
E5514367 322.50 324.00 1.50 0.19
E5514368 324.00 325.50 1.50 0.20
E5514369 325.50 326.50 1.00 0.39
E5514371 326.50 327.40 0.90 0.09
E5514372 327.40 328.50 1.10 0.22
E5514373 328.50 330.00 1.50 0.10
E5514374 330.00 331.50 1.50 0.07
E5514375 331.50 333.00 1.50 0.05
E5514376 333.00 334.50 1.50 0.09
E5514377 334.50 336.00 1.50 0.06

INTRUSIVE SYENITE
Rock is a greyish red colour. Fine to medium grained. Up to 327.4m the unit is
brecciated with albitic and K-feldspar clasts within an altered ultramafic
groundmass. Weak, patchy hematite alteration is also present. After 327.4m, the
unit is altered pervasively with albite and hematite, and there is no more
brecciation. Moderate CAR/QTZ veinlets and stringers. Up to 4% very fine
grained disseminated pyrite within brecciated sections and up to 2% very fine
grained disseminated pyrite throughout the rest of the unit. Indistinct upper
contact. Rock is hard with no magnetism.
Intervals of Interest:
298.1-303.0m - Close to ultramafic contact, 3-4% sulphides
304.9-311.6m - Within brecciation, 3-4% sulphides

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514328 282.00 283.50 0.0235
E5514329 283.50 285.00 0.0410
E5514331 285.00 286.50 0.0170
E5514332 286.50 288.00 0.0240
E5514333 288.00 289.50 0.0030
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Hole Number: HP13-047                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514334 289.50 291.00 0.0230
E5514335 291.00 292.50 0.1360
E5514336 292.50 294.00 0.2730
E5514337 294.00 295.50 0.6320
E5514338 295.50 296.30 0.6010
E5514339 296.30 297.00 2.5900
E5514341 297.00 298.10 3.0900
E5514342 298.10 299.00 4.7300
E5514343 299.00 300.00 1.1500
E5514344 300.00 301.00 0.7530
E5514345 301.00 302.00 0.6620
E5514346 302.00 303.00 1.0900
E5514347 303.00 304.00 0.3890
E5514348 304.00 304.90 3.9700
E5514349 304.90 306.00 1.0700
E5514351 306.00 307.00 0.4890
E5514352 307.00 308.00 1.5700
E5514353 308.00 309.00 1.0100
E5514354 309.00 310.00 17.7000
E5514355 310.00 310.80 1.1200
E5514356 310.80 311.60 0.2910
E5514357 311.60 312.60 0.3850
E5514358 312.60 314.00 0.3530
E5514359 314.00 315.00 0.2610
E5514361 315.00 316.50 0.2620
E5514362 316.50 317.80 0.2020
E5514363 317.80 319.00 0.3760
E5514364 319.00 320.00 0.3120
E5514365 320.00 321.00 0.3740
E5514366 321.00 322.50 0.1820
E5514367 322.50 324.00 0.1860
E5514368 324.00 325.50 0.1980
E5514369 325.50 326.50 0.3870
E5514371 326.50 327.40 0.0920
E5514372 327.40 328.50 0.2160
E5514373 328.50 330.00 0.0950
E5514374 330.00 331.50 0.0670
E5514375 331.50 333.00 0.0500
E5514376 333.00 334.50 0.0880
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Hole Number: HP13-047                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514377 334.50 336.00 0.0640
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GRAPHIC SUMMARY REPORT

0

5.70
HPO

5.70

236.80

VMM

236.80

322.80
ISO

322.80

324.40
VUO

324.40

327.30
IFO

327.30

357.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371647.000000 552370.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-048              DDH

Hislop Township

YES L23130

DECIMAL METRIC

212.00 -65.00

sgignac

Garant

Box 41 was dropped. Core put back together as best as possible, and it looks really good! Block
210 is missing.

0 357.00

Completed: Jul 19, 2013Start Date: Jul 16, 2013

Entered On: Jul 17, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-048                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371647.00 North: Collar Az:

Location: Hislop Township East: 552370.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jul 16, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jul 19, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-65.00

212.00

357.00

0.00

357.00

Comments: Box 41 was dropped. Core put back together as best as possible, and it looks really good! Block 210 is missing.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from planned Az and Dip 27.00 Mag Field = 5458212.00 206.60-65.00 -64.80EZ Shot OK EZ Shot DO

50.00 Mag Field = 5642 100.00 Mag Field = 5812205.00 201.00-64.60 -64.50EZ Shot DO EZ Shot DO

150.00 Mag Field = 5528 200.00 Mag Field = 5532212.70 212.40-64.60 -64.30EZ Shot OK EZ Shot OK

250.00 Mag Field = 5542 300.00 Mag Field = 5542214.20 213.00-63.90 -63.80EZ Shot OK EZ Shot OK

350.00 Mag Field = 5601212.90 -63.40 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 5.70 HPO, OVERBURDEN
OVERBURDEN
Casing up to 6m. About 30cm of core recovered.
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Hole Number: HP13-048                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

5.70 236.80 VMM, MAFIC VOLCANIC MASSIVE E5514378 6.00 7.50 1.50 0.27
E5514379 7.50 9.00 1.50 0.21
E5514381 9.00 10.50 1.50 0.16
E5514382 10.50 12.00 1.50 1.01
E5514383 12.00 13.50 1.50 0.79
E5514384 13.50 15.00 1.50 0.06
E5514385 15.00 16.50 1.50 0.54
E5514386 16.50 18.00 1.50 3.12
E5514387 18.00 19.50 1.50 0.04
E5514388 19.50 21.00 1.50 0.05
E5514389 21.00 22.50 1.50 0.08
E5514391 22.50 24.00 1.50 0.74
E5514392 24.00 25.50 1.50 0.44
E5514393 25.50 27.00 1.50 0.14
E5514394 27.00 28.50 1.50 0.69
E5514395 28.50 30.00 1.50 0.68
E5514396 30.00 31.50 1.50 0.26
E5514397 31.50 33.00 1.50 1.59
E5514398 33.00 34.50 1.50 0.06
E5514399 34.50 36.00 1.50 1.88
E5514401 36.00 36.30 0.30 0.18
E5514402 36.30 37.30 1.00 0.33
E5514403 37.30 38.30 1.00 0.19
E5514404 38.30 39.00 0.70 1.75
E5514405 39.00 40.50 1.50 0.40
E5514406 40.50 42.00 1.50 0.06
E5514407 42.00 43.50 1.50 0.54
E5514408 43.50 44.70 1.20 0.52
E5514409 44.70 46.00 1.30 0.73
E5514411 46.00 47.00 1.00 0.03
E5514412 47.00 48.00 1.00 0.02
E5514413 85.90 86.40 0.50 0.07
E5514414 86.40 87.00 0.60 0.25
E5514415 87.00 87.90 0.90 0.15
E5514416 87.90 88.30 0.40 1.31
E5514417 88.30 88.90 0.60 0.34
E5514418 88.90 90.00 1.10 0.04
E5514419 98.70 99.70 1.00 0.02
E5514420 99.70 100.70 1.00 0.02
E5514421 100.70 101.70 1.00 0.01
E5514422 101.70 102.70 1.00 0.80
E5514424 102.70 103.30 0.60 1.26
E5514425 103.30 104.00 0.70 0.30

MAFIC VOLCANICS
Rock is black in colour. Aphanitic to very fine grained. Moderately silicified and
altered with patchy hematite. Weak CAR/QTZ veinlets, stringers and fracture fills.
Unit contains about 3-4% very fine grained disseminated pyrite. Rock is hard
with strong, patchy magnetism.
Intervals of Interest:
87.9-88.3m - Increase in pyrite up to 5%
101.7-103.3m - Increase in pyrite up to 5%
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Hole Number: HP13-048                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

E5514426 104.00 104.50 0.50 0.02
E5514427 104.50 105.50 1.00 0.64
E5514428 105.50 106.50 1.00 0.63
E5514429 106.50 107.70 1.20 0.04
E5514430 107.70 108.70 1.00 0.35
E5514431 108.70 109.70 1.00 2.11
E5514432 226.20 227.00 0.80 0.03
E5514433 227.00 228.00 1.00 0.08
E5514434 228.00 229.50 1.50 0.25
E5514435 229.50 231.00 1.50 0.21
E5514436 231.00 232.00 1.00 0.08
E5514437 232.00 233.00 1.00 0.05
E5514438 233.00 234.00 1.00 0.04
E5514439 234.00 234.50 0.50 0.14
E5514441 234.50 235.50 1.00 0.00
E5514442 235.50 236.80 1.30 3.05

236.80 322.80 ISO, SYENITIC INTRUSIVE E5514443 236.80 238.00 1.20 0.41
E5514444 238.00 239.00 1.00 0.30
E5514445 239.00 240.00 1.00 0.29
E5514446 240.00 241.00 1.00 0.24
E5514447 241.00 242.00 1.00 0.22
E5514448 242.00 243.00 1.00 0.18
E5514450 243.00 243.30 0.30 0.04
E5514451 243.30 244.30 1.00 0.03
E5514452 244.30 245.30 1.00 0.03
E5514453 245.30 246.20 0.90 0.23
E5514454 246.20 247.60 1.40 0.03
E5514455 311.80 312.30 0.50 1.68
E5514456 312.30 312.80 0.50 0.08
E5514457 312.80 314.00 1.20 2.22
E5514458 314.00 315.00 1.00 9.83
E5514459 315.00 316.50 1.50 0.66
E5514461 316.50 318.00 1.50 2.69
E5514462 318.00 319.50 1.50 0.80
E5514463 319.50 321.00 1.50 0.61
E5514464 321.00 322.00 1.00 0.68
E5514465 322.00 322.80 0.80 0.65

INTRUSIVE SYENITE
Rock is lavender colour. Fine to medium grained. Altered mainly with albite,
epidote and hematite. Weak CAR/QTZ veinlets and stringers. Up to 0.5% very
fine grained disseminated pyrite that is locally fine grained. Upper contact is
indistinct an intrusive. Rock is hard with no magnetism.

322.80 324.40 VUO, ULTRAMAFIC VOLCANIC E5514466 322.80 324.00 1.20 0.06
E5514467 324.00 324.40 0.40 0.09ULTRAMAFIC VOLCANICS

Rock is a grey-green colour. Very fine to fine grained. Altered pervasively with
green carbonate and chlorite. Weak CAR/QTZ veinlets and stringers at 50-60
degrees TCA. Only trace amounts of very fine grained disseminated pyrite within
unit. Distinct upper contact at about 60 degrees TCA. Rock is soft with no
magnetism.
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Hole Number: HP13-048                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

324.40 327.30 IFO, FELSIC INTRUSIVE UNDIVIDED E5514468 324.40 325.40 1.00 0.11
E5514469 325.40 326.40 1.00 0.09
E5514470 326.40 327.30 0.90 0.02

FELSIC INTRUSION
Rock is a pale pink colour. Fine to medium grained. Strongly silicified. Weak
CAR/QTZ veinlets and stringers at 60-70 degrees TCA. Contains up to 1% very
fine grained disseminated pyrite that is locally fine grained. Distinct upper contact
at about 40 degrees TCA. Rock is hard with no magnetism.

327.30 357.00 VUO, ULTRAMAFIC VOLCANIC E5514471 327.30 328.00 0.70 0.02
E5514473 328.00 329.00 1.00 0.02
E5514474 329.00 330.00 1.00 0.02
E5514475 330.00 331.50 1.50 0.02
E5514476 331.50 333.00 1.50 0.09

ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Strong, pervasive
chlorite and moderate, patchy talc alteration. Moderate CAR/QTZ veinlets,
stringers and fracture fills at various angles TCA. Trace amounts of very fine
grained disseminated pyrite within unit. Distinct uper contact at about 30
degrees TCA. Rock is very soft with patchy magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514378 6.00 7.50 0.2700
E5514379 7.50 9.00 0.2050
E5514381 9.00 10.50 0.1580
E5514382 10.50 12.00 1.0100
E5514383 12.00 13.50 0.7870
E5514384 13.50 15.00 0.0570
E5514385 15.00 16.50 0.5410
E5514386 16.50 18.00 3.1200
E5514387 18.00 19.50 0.0430
E5514388 19.50 21.00 0.0530
E5514389 21.00 22.50 0.0830
E5514391 22.50 24.00 0.7445
E5514392 24.00 25.50 0.4370
E5514393 25.50 27.00 0.1390
E5514394 27.00 28.50 0.6930
E5514395 28.50 30.00 0.6760
E5514396 30.00 31.50 0.2580
E5514397 31.50 33.00 1.5900
E5514398 33.00 34.50 0.0570
E5514399 34.50 36.00 1.8800
E5514401 36.00 36.30 0.1760
E5514402 36.30 37.30 0.3280
E5514403 37.30 38.30 0.1870
E5514404 38.30 39.00 1.7500
E5514405 39.00 40.50 0.3970
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Hole Number: HP13-048                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514406 40.50 42.00 0.0560
E5514407 42.00 43.50 0.5370
E5514408 43.50 44.70 0.5210
E5514409 44.70 46.00 0.7280
E5514411 46.00 47.00 0.0280
E5514412 47.00 48.00 0.0220
E5514413 85.90 86.40 0.0720
E5514414 86.40 87.00 0.2490
E5514415 87.00 87.90 0.1530
E5514416 87.90 88.30 1.3100
E5514417 88.30 88.90 0.3430
E5514418 88.90 90.00 0.0410
E5514419 98.70 99.70 0.0240
E5514420 99.70 100.70 0.0190
E5514421 100.70 101.70 0.0050
E5514422 101.70 102.70 0.8040
E5514424 102.70 103.30 1.2600
E5514425 103.30 104.00 0.3030
E5514426 104.00 104.50 0.0160
E5514427 104.50 105.50 0.6370
E5514428 105.50 106.50 0.6315
E5514429 106.50 107.70 0.0410
E5514430 107.70 108.70 0.3490
E5514431 108.70 109.70 2.1100
E5514432 226.20 227.00 0.0300
E5514433 227.00 228.00 0.0760
E5514434 228.00 229.50 0.2520
E5514435 229.50 231.00 0.2050
E5514436 231.00 232.00 0.0780
E5514437 232.00 233.00 0.0520
E5514438 233.00 234.00 0.0440
E5514439 234.00 234.50 0.1440
E5514441 234.50 235.50 0.0040
E5514442 235.50 236.80 3.0500
E5514443 236.80 238.00 0.4060
E5514444 238.00 239.00 0.3010
E5514445 239.00 240.00 0.2920
E5514446 240.00 241.00 0.2420
E5514447 241.00 242.00 0.2240
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Hole Number: HP13-048                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514448 242.00 243.00 0.1790
E5514450 243.00 243.30 0.0420
E5514451 243.30 244.30 0.0260
E5514452 244.30 245.30 0.0250
E5514453 245.30 246.20 0.2265
E5514454 246.20 247.60 0.0300
E5514455 311.80 312.30 1.6750
E5514456 312.30 312.80 0.0780
E5514457 312.80 314.00 2.2200
E5514458 314.00 315.00 9.8300
E5514459 315.00 316.50 0.6550
E5514461 316.50 318.00 2.6900
E5514462 318.00 319.50 0.8040
E5514463 319.50 321.00 0.6140
E5514464 321.00 322.00 0.6800
E5514465 322.00 322.80 0.6540
E5514466 322.80 324.00 0.0570
E5514467 324.00 324.40 0.0880
E5514468 324.40 325.40 0.1070
E5514469 325.40 326.40 0.0880
E5514470 326.40 327.30 0.0160
E5514471 327.30 328.00 0.0170
E5514473 328.00 329.00 0.0180
E5514474 329.00 330.00 0.0220
E5514475 330.00 331.50 0.0210
E5514476 331.50 333.00 0.0880



Dec 12, 2013
Page 1 of 1

GRAPHIC SUMMARY REPORT

0

4.70
HPO

4.70

115.60
VMM

115.60

206.50
ISO

206.50

285.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371624.000000 552331.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-049              DDH

Hislop Township

YES L24686

DECIMAL METRIC

212.00 -55.00

sgignac

Garant

0 285.00

Completed: Jul 21, 2013Start Date: Jul 19, 2013

Entered On: Jul 20, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-049                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371624.00 North: Collar Az:

Location: Hislop Township East: 552331.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jul 19, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jul 21, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-55.00

212.00

285.00

0.00

285.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from planned Az and Dip 27.00 Mag Field = 5257; Mag too low, suspect Az off212.00 215.60-55.00 -55.10EZ Shot OK EZ Shot DO

50.00 Mag Field = 5561; Mag ok but suspect Az off 100.00 Mag Field = 5597205.30 213.80-55.10 -54.40EZ Shot DO EZ Shot OK

150.00 Mag Field = 5512 200.00 Mag Field = 5525218.20 220.40-53.20 -53.10EZ Shot OK EZ Shot OK

250.00 Mag Field = 5584 285.00 Mag Field = 5586219.50 220.10-53.40 -53.30EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 4.70 HPO, OVERBURDEN



Page 2 of 5Dec 12, 2013 DETAILED LOG

Hole Number: HP13-049                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

4.70 115.60 VMM, MAFIC VOLCANIC MASSIVE E5514477 24.00 24.80 0.80 0.00
E5514478 24.80 25.50 0.70 0.01
E5514479 25.50 26.30 0.80 0.01
E5514480 26.30 27.00 0.70 0.15
E5514481 27.00 27.80 0.80 0.01
E5514482 27.80 28.90 1.10 1.39
E5514484 28.90 30.00 1.10 0.01
E5514485 30.00 31.00 1.00 0.07
E5514486 31.00 32.00 1.00 0.27
E5514487 32.00 33.00 1.00 0.04
E5514488 33.00 33.80 0.80 0.00
E5514489 33.80 35.00 1.20 0.20
E5514490 35.00 36.00 1.00 0.79
E5514491 36.00 37.00 1.00 0.95
E5514492 37.00 38.00 1.00 0.52
E5514493 100.90 102.00 1.10 0.03
E5514494 102.00 103.50 1.50 0.02
E5514495 103.50 105.00 1.50 0.05
E5514496 105.00 105.60 0.60 0.15
E5514497 105.60 106.60 1.00 0.03
E5514498 106.60 107.50 0.90 0.01
E5514499 107.50 108.50 1.00 0.03
E5514501 108.50 109.50 1.00 0.01
E5514502 109.50 110.60 1.10 0.58
E5514503 110.60 111.10 0.50 0.89
E5514504 111.10 112.50 1.40 0.18
E5514505 112.50 114.00 1.50 0.89
E5514506 114.00 115.00 1.00 0.84
E5514507 115.00 115.60 0.60 0.57

ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Altered mainly with
hematite as well as minor sericite and chlorite. Weak CAR/QTZ veinlets, stringers
and fracture fills. About 2% very fine grained disseminated pyrite within unit.
Rock is hard with strong, patchy magnetism.
Interval of Interest:
27.8-28.9m - Increase in pyrite up to 6%
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Hole Number: HP13-049                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

115.60 206.50 ISO, SYENITIC INTRUSIVE E5514508 115.60 117.00 1.40 0.23
E5514509 117.00 118.50 1.50 0.58
E5514511 118.50 120.00 1.50 1.76
E5514512 120.00 121.50 1.50 0.28
E5514513 121.50 123.00 1.50 0.83
E5514514 123.00 124.00 1.00 0.38
E5514515 124.00 124.90 0.90 0.10
E5514620 189.00 190.50 1.50 0.30
E5514621 190.50 192.00 1.50 0.11
E5514622 192.00 193.50 1.50 0.13
E5514623 193.50 195.00 1.50 0.25
E5514624 195.00 196.50 1.50 0.56
E5514516 196.50 198.00 1.50 5.64
E5514517 198.00 199.50 1.50 8.72
E5514518 199.50 201.00 1.50 0.58
E5514519 201.00 202.50 1.50 3.36
E5514521 202.50 203.30 0.80 0.94
E5514522 203.30 204.00 0.70 1.77
E5514523 204.00 205.30 1.30 1.20
E5514524 205.30 206.50 1.20 1.14

INTRUSIVE SYENITE
Rock is lavender coloured. Fine to medium grained. Strong, pervasive silicification
as well as albite and epidote alteration. Weak CAR/QTZ veinlets and stringers. Up
to 1% very fine grained disseminated pyrite througout unit. Rock is hard with no
magnetism.

206.50 285.00 VUO, ULTRAMAFIC VOLCANIC E5514525 206.50 207.00 0.50 0.16
E5514526 207.00 208.00 1.00 0.22
E5514527 208.00 209.00 1.00 0.28
E5514528 209.00 210.20 1.20 0.84
E5514529 210.20 210.50 0.30 0.27
E5514531 210.50 211.50 1.00 0.04
E5514532 211.50 212.50 1.00 0.04
E5514533 212.50 213.50 1.00 0.00
E5514534 213.50 213.80 0.30 0.00
E5514535 213.80 214.60 0.80 0.00
E5514536 214.60 215.10 0.50 0.00
E5514537 215.10 216.10 1.00 0.01
E5514538 216.10 217.00 0.90 0.02
E5514539 217.00 217.90 0.90 0.02

ULTRAMAFIC VOLCANIC
Rock is dark grey to black. Aphanitic to very fine grained. Altered with chlorite,
talc and minor hematite. Moderate CAR/QTZ veinlets, stringers and fracture fills.
Up to 0.5% very fine grained disseminated pyrite at the start of the unit,
decreasing with depth. Rock is very soft with patchy magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514477 24.00 24.80 0.0030
E5514478 24.80 25.50 0.0110
E5514479 25.50 26.30 0.0080
E5514480 26.30 27.00 0.1530
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Hole Number: HP13-049                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514481 27.00 27.80 0.0060
E5514482 27.80 28.90 1.3900
E5514484 28.90 30.00 0.0130
E5514485 30.00 31.00 0.0650
E5514486 31.00 32.00 0.2710
E5514487 32.00 33.00 0.0430
E5514488 33.00 33.80 0.0030
E5514489 33.80 35.00 0.2030
E5514490 35.00 36.00 0.7900
E5514491 36.00 37.00 0.9500
E5514492 37.00 38.00 0.5180
E5514493 100.90 102.00 0.0300
E5514494 102.00 103.50 0.0150
E5514495 103.50 105.00 0.0540
E5514496 105.00 105.60 0.1480
E5514497 105.60 106.60 0.0270
E5514498 106.60 107.50 0.0100
E5514499 107.50 108.50 0.0340
E5514501 108.50 109.50 0.0110
E5514502 109.50 110.60 0.5760
E5514503 110.60 111.10 0.8940
E5514504 111.10 112.50 0.1800
E5514505 112.50 114.00 0.8930
E5514506 114.00 115.00 0.8430
E5514507 115.00 115.60 0.5680
E5514508 115.60 117.00 0.2260
E5514509 117.00 118.50 0.5840
E5514511 118.50 120.00 1.7600
E5514512 120.00 121.50 0.2840
E5514513 121.50 123.00 0.8310
E5514514 123.00 124.00 0.3780
E5514515 124.00 124.90 0.1030
E5514620 189.00 190.50 0.3000
E5514621 190.50 192.00 0.1050
E5514622 192.00 193.50 0.1270
E5514623 193.50 195.00 0.2510
E5514624 195.00 196.50 0.5640
E5514516 196.50 198.00 5.6400
E5514517 198.00 199.50 8.7200
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Hole Number: HP13-049                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514518 199.50 201.00 0.5830
E5514519 201.00 202.50 3.3600
E5514521 202.50 203.30 0.9440
E5514522 203.30 204.00 1.7700
E5514523 204.00 205.30 1.2000
E5514524 205.30 206.50 1.1400
E5514525 206.50 207.00 0.1640
E5514526 207.00 208.00 0.2210
E5514527 208.00 209.00 0.2820
E5514528 209.00 210.20 0.8440
E5514529 210.20 210.50 0.2650
E5514531 210.50 211.50 0.0380
E5514532 211.50 212.50 0.0380
E5514533 212.50 213.50 0.0030
E5514534 213.50 213.80 0.0010
E5514535 213.80 214.60 0.0040
E5514536 214.60 215.10 0.0040
E5514537 215.10 216.10 0.0050
E5514538 216.10 217.00 0.0240
E5514539 217.00 217.90 0.0160
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GRAPHIC SUMMARY REPORT

0

5.50
HPO

5.50

133.80
VMM

133.80

201.80
ISO

201.80

223.70
VUO

223.70

226.50
LLB

226.50

282.30
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371606.000000 552375.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-050              DDH

Hislop Township

YES L24686

DECIMAL METRIC

212.00 -50.00

sgignac

Garant

0 282.30

Completed: Jul 23, 2013Start Date: Jul 21, 2013

Entered On: Jul 22, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-050                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371606.00 North: Collar Az:

Location: Hislop Township East: 552375.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jul 21, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jul 23, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-50.00

212.00

282.30

0.00

282.30

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Collar from first good reading 27.00 Mag Field = 5608; mag ok but possibly Az off216.80 216.80-49.30 -49.30EZ Shot OK EZ Shot OK

50.00 Mag Field = 5454 100.00 Mag Field = 5450210.80 215.10-49.40 -49.20EZ Shot OK EZ Shot OK

150.00 Mag Field = 5502 200.00 Mag Field = 5529217.50 217.20-48.90 -48.60EZ Shot OK EZ Shot OK

250.00 Mag Field = 5553 282.00 Mag Field = 5652219.20 217.80-49.20 -49.30EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 5.50 HPO, OVERBURDEN
OVERBURDEN
Casing up to 6m. About 50cm of core recovered.
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Hole Number: HP13-050                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

5.50 133.80 VMM, MAFIC VOLCANIC MASSIVE E5514540 24.00 25.00 1.00 0.07
E5514541 25.00 26.00 1.00 0.36
E5514542 26.00 26.50 0.50 2.84
E5514543 26.50 27.30 0.80 2.34
E5514544 27.30 28.00 0.70 2.92
E5514545 28.00 29.00 1.00 4.44
E5514546 29.00 30.00 1.00 2.71
E5514547 30.00 30.60 0.60 1.22
E5514548 30.60 31.50 0.90 0.10
E5514549 31.50 32.50 1.00 0.16
E5514550 32.50 33.60 1.10 0.02
E5514551 33.60 34.00 0.40 2.09
E5514553 34.00 35.00 1.00 0.05
E5514554 35.00 36.00 1.00 0.09
E5514555 36.00 37.50 1.50 0.13
E5514556 37.50 39.00 1.50 0.18
E5514557 39.00 40.00 1.00 0.08
E5514558 40.00 40.60 0.60 0.44
E5514559 40.60 41.30 0.70 3.01
E5514561 41.30 42.00 0.70 1.76
E5514562 42.00 43.50 1.50 0.95
E5514563 43.50 45.00 1.50 1.30
E5514564 45.00 46.50 1.50 0.34
E5514565 46.50 47.00 0.50 0.02
E5514566 47.00 47.90 0.90 0.39
E5514567 47.90 48.50 0.60 3.91
E5514568 48.50 49.50 1.00 0.85
E5514569 49.50 51.00 1.50 0.31
E5514570 120.00 121.50 1.50 0.15
E5514571 121.50 123.00 1.50 0.03
E5514572 123.00 124.50 1.50 0.01
E5514573 124.50 126.00 1.50 0.02
E5514574 126.00 127.50 1.50 0.03
E5514575 127.50 129.00 1.50 0.36
E5514576 129.00 130.50 1.50 0.38
E5514577 130.50 132.00 1.50 0.25
E5514578 132.00 133.00 1.00 0.07
E5514579 133.00 133.80 0.80 0.19

MAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Altered mainly with
hematite and contains bleached sections with weak sericite alteration. Weak
CAR/QTZ veinlets, stringers and fracture fills. First half of unit contains up to 3%
very fine grained disseminated pyrite with higher amounts present in fractures.
Rock is hard with strong, patchy magnetism.
Intervals of Interest:
27.3-30.6m - Increase in pyrite up to 5%
33.6-34.0m - Increase in pyrite up to 5%
40.6-41.3m - Increase in pyrite up to 5%
47.9-48.5m - Increase in pyrite up to 5%
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Hole Number: HP13-050                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

133.80 201.80 ISO, SYENITIC INTRUSIVE E5514581 133.80 135.00 1.20 1.13
E5514582 135.00 136.50 1.50 0.16
E5514583 136.50 138.00 1.50 0.13
E5514584 138.00 139.50 1.50 0.20
E5514585 139.50 141.00 1.50 0.29
E5514586 141.00 142.50 1.50 0.10
E5514587 142.50 144.00 1.50 0.08
E5514588 144.00 145.50 1.50 0.05
E5514589 145.50 147.00 1.50 0.54
E5514591 147.00 148.50 1.50 1.88
E5514592 148.50 150.00 1.50 0.04
E5512698 180.00 181.00 1.00 0.31
E5512699 181.00 182.00 1.00 0.10
E5512700 182.00 183.00 1.00 0.29
E5512701 183.00 184.00 1.00 0.20
E5512702 184.00 185.00 1.00 0.33
E5512703 185.00 186.00 1.00 0.40
E5512704 186.00 187.00 1.00 0.47
E5512705 187.00 188.30 1.30 1.39
E5514593 188.30 189.00 0.70 2.38
E5514594 189.00 190.50 1.50 3.98
E5514595 190.50 192.00 1.50 3.09
E5514596 192.00 193.50 1.50 5.43
E5514597 193.50 195.00 1.50 3.77
E5514598 195.00 196.00 1.00 5.87
E5514599 196.00 197.20 1.20 14.40
E5514601 197.20 197.60 0.40 1.28
E5514602 197.60 198.00 0.40 21.60
E5514603 198.00 199.00 1.00 6.40
E5514604 199.00 200.00 1.00 3.86
E5514605 200.00 201.20 1.20 3.11
E5514606 201.20 201.80 0.60 1.34

INTRUSIVE SYENITE
Rock is lavender coloured. Fine to medium grained. Strong, pervasive silicification
and altered with albite, epidote and hematite. Weak CAR/QTZ veinlets and
stringers. Trace amounts of very fine grained disseminated pyrite throughout
unit. Rock is hard with no magnetism.
Interval of Interest:
201.2-201.8m - Increase in pyrite up to 1% at ultramafic contact



Page 4 of 6Dec 12, 2013 DETAILED LOG

Hole Number: HP13-050                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

201.80 223.70 VUO, ULTRAMAFIC VOLCANIC E5514607 201.80 203.00 1.20 0.16
E5514608 203.00 204.00 1.00 0.65
E5514609 204.00 205.50 1.50 0.06
E5514611 205.50 207.00 1.50 0.05
E5514612 207.00 208.50 1.50 0.02
E5514613 208.50 210.00 1.50 0.07
E5514614 210.00 211.50 1.50 0.23
E5514615 211.50 213.00 1.50 0.01
E5514616 213.00 214.50 1.50 0.01
E5514617 214.50 216.00 1.50 0.23
E5514618 216.00 217.50 1.50 0.00
E5514619 217.50 218.50 1.00 0.00

ULTRAMAGIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Strong, pervasive
chlorite and moderate, patchy talc alteration. Moderate CAR/QTZ veinlets,
stringers and fracture fills. Trace amounts of very fine grained disseminated
pyrite throughout unit. Rock is very soft with patchy magnetism.

223.70 226.50 LLB, BIOTITIC LAMPROPHYRE
BIOTITIC LAMPROPHYRE
Rock is dark grey/blue. Aphanitic to very fine grained with medium grained
biotite. Altered with carbonate and chlorite. Weak CAR/QTZ veinlets, stringers
and fracture fills. Trace amounts of very fine grained disseminated pyrite
throughout unit. Rock is very soft with no magnetism

226.50 282.30 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Strong, pervasive
chlorite and moderate, patchy talc alteration. Moderate CAR/QTZ veinlets,
stringers and fracture fills. Trace amounts of very fine grained disseminated
pyrite throughout unit. Rock is very soft with patchy magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514540 24.00 25.00 0.0700
E5514541 25.00 26.00 0.3570
E5514542 26.00 26.50 2.8400
E5514543 26.50 27.30 2.3400
E5514544 27.30 28.00 2.9200
E5514545 28.00 29.00 4.4400
E5514546 29.00 30.00 2.7100
E5514547 30.00 30.60 1.2200
E5514548 30.60 31.50 0.1040
E5514549 31.50 32.50 0.1610
E5514550 32.50 33.60 0.0230
E5514551 33.60 34.00 2.0900
E5514553 34.00 35.00 0.0480
E5514554 35.00 36.00 0.0920
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Hole Number: HP13-050                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514555 36.00 37.50 0.1270
E5514556 37.50 39.00 0.1820
E5514557 39.00 40.00 0.0800
E5514558 40.00 40.60 0.4380
E5514559 40.60 41.30 3.0100
E5514561 41.30 42.00 1.7600
E5514562 42.00 43.50 0.9520
E5514563 43.50 45.00 1.3000
E5514564 45.00 46.50 0.3410
E5514565 46.50 47.00 0.0200
E5514566 47.00 47.90 0.3880
E5514567 47.90 48.50 3.9100
E5514568 48.50 49.50 0.8510
E5514569 49.50 51.00 0.3070
E5514570 120.00 121.50 0.1500
E5514571 121.50 123.00 0.0280
E5514572 123.00 124.50 0.0140
E5514573 124.50 126.00 0.0210
E5514574 126.00 127.50 0.0280
E5514575 127.50 129.00 0.3590
E5514576 129.00 130.50 0.3810
E5514577 130.50 132.00 0.2500
E5514578 132.00 133.00 0.0660
E5514579 133.00 133.80 0.1920
E5514581 133.80 135.00 1.1300
E5514582 135.00 136.50 0.1560
E5514583 136.50 138.00 0.1330
E5514584 138.00 139.50 0.1990
E5514585 139.50 141.00 0.2890
E5514586 141.00 142.50 0.1040
E5514587 142.50 144.00 0.0790
E5514588 144.00 145.50 0.0490
E5514589 145.50 147.00 0.5430
E5514591 147.00 148.50 1.8800
E5514592 148.50 150.00 0.0360
E5512698 180.00 181.00 0.3070
E5512699 181.00 182.00 0.0980
E5512700 182.00 183.00 0.2900
E5512701 183.00 184.00 0.1970



Page 6 of 6Dec 12, 2013 DETAILED LOG

Hole Number: HP13-050                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512702 184.00 185.00 0.3340
E5512703 185.00 186.00 0.3990
E5512704 186.00 187.00 0.4700
E5512705 187.00 188.30 1.3900
E5514593 188.30 189.00 2.3800
E5514594 189.00 190.50 3.9800
E5514595 190.50 192.00 3.0900
E5514596 192.00 193.50 5.4300
E5514597 193.50 195.00 3.7700
E5514598 195.00 196.00 5.8700
E5514599 196.00 197.20 14.4000
E5514601 197.20 197.60 1.2800
E5514602 197.60 198.00 21.6000
E5514603 198.00 199.00 6.4000
E5514604 199.00 200.00 3.8600
E5514605 200.00 201.20 3.1100
E5514606 201.20 201.80 1.3400
E5514607 201.80 203.00 0.1610
E5514608 203.00 204.00 0.6460
E5514609 204.00 205.50 0.0640
E5514611 205.50 207.00 0.0450
E5514612 207.00 208.50 0.0180
E5514613 208.50 210.00 0.0700
E5514614 210.00 211.50 0.2300
E5514615 211.50 213.00 0.0070
E5514616 213.00 214.50 0.0090
E5514617 214.50 216.00 0.2260
E5514618 216.00 217.50 0.0010
E5514619 217.50 218.50 0.0010



Dec 12, 2013
Page 1 of 1

GRAPHIC SUMMARY REPORT

0

27.00
HPO

27.00

100.00
VMM

100.00

111.20
ISO

111.20

162.90
VUO

162.90

184.60
IPF

184.60

199.60
VUO

199.60

258.00
VMM

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371059.000000 553233.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-051              DDH

Hislop Township

YES L26039

DECIMAL METRIC

212.00 -55.00

cbetts, sgignac

Garant

0 258.00

Completed: Jul 30, 2013Start Date: Jul 23, 2013

Entered On: Jul 24, 2013

Hole Size:

Exploration

NQ

Brian Hua
New Stamp
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Hole Number: HP13-051                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371059.00 North: Collar Az:

Location: Hislop Township East: 553233.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jul 23, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Jul 30, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Exploration

Pulse EM Survey: N Casing: YES

-55.00

212.00

258.00

0.00

258.00

Comments:

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar using first good reading 48.00 MAG: 5594210.90 210.90-54.30 -54.30EZ Shot OK EZ Shot OK

100.00 MAG: 5579; Mag ok, but Az ~suspect, keep OK 150.00 MAG: 5559205.50 211.80-54.10 -54.30EZ Shot OK EZ Shot OK

200.00 MAG: 5633 250.00 MAG: 5537216.10 214.80-53.90 -53.50EZ Shot OK EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 27.00 HPO, OVERBURDEN
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Hole Number: HP13-051                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

27.00 100.00 VMM, MAFIC VOLCANIC MASSIVE E5512631 68.10 69.10 1.00 0.02
E5512632 69.10 70.30 1.20 0.03
E5512633 70.30 71.30 1.00 0.03
E5512634 71.30 72.30 1.00 0.02
E5512635 72.30 73.80 1.50 0.00
E5512636 73.80 75.00 1.20 0.01
E5512637 75.00 76.50 1.50 0.25
E5512638 76.50 78.00 1.50 0.03
E5512640 78.00 79.50 1.50 0.01
E5512641 79.50 81.00 1.50 0.02
E5512642 81.00 82.50 1.50 0.00
E5512643 82.50 84.00 1.50 0.00
E5512644 84.00 85.50 1.50 0.00
E5512645 85.50 87.00 1.50 0.01
E5512646 87.00 88.50 1.50 0.04
E5512647 88.50 90.00 1.50 0.80
E5512648 90.00 91.50 1.50 0.08
E5512650 91.50 93.00 1.50 0.07
E5512651 93.00 94.50 1.50 0.09
E5512652 94.50 96.00 1.50 0.06
E5512653 96.00 97.50 1.50 0.02
E5512654 97.50 99.00 1.50 0.02
E5512655 99.00 100.00 1.00 0.07

Massive Mafic: Rock appears as dark green to grey and light tan in sections. Core
is moderately and pervasively chlorite altered with patchy sections of weak
hematite alteration and bleaching. 0.5-1% mm-1cm scale Carbonate veins and
stringers occur throughout core at ~60-70 deg TCA. Trace-1% very fine grained
disseminated to blebby pyrite occur throughout the unit. Rock is hard and weakly
magnetic. Lower ~3m of core is brecciated and lower contact is sharp within
broken blocky core as hematite alteration occurs.

100.00 111.20 ISO, SYENITIC INTRUSIVE E5512656 100.00 101.00 1.00 0.01
E5512657 101.00 102.00 1.00 0.16
E5512658 102.00 103.00 1.00 1.07
E5512660 103.00 104.00 1.00 0.12
E5512661 104.00 105.00 1.00 0.20
E5512662 105.00 105.80 0.80 0.32
E5512663 105.80 107.00 1.20 0.04
E5512664 107.00 108.00 1.00 0.05
E5512665 108.00 109.50 1.50 0.05
E5512666 109.50 110.50 1.00 0.03
E5512667 110.50 111.20 0.70 0.34

Syenite: Rock appears as light purple to light red in colour. Moderate pervasive
silicification occurs throughout unit as well as moderate patchy hematite
alteration and weak patchy chlorite and ankerite along fractures. Veining consists
of mm scale carbonate veinlets and stringers approximately 80-90 deg TCA.
0.25-0.5% very fine grained blebby pyrite occur throughout the unit. Lower
contact is sharp at ~90 deg TCA. Rock is very hard and nonmagnetic.



Page 3 of 5Dec 12, 2013 DETAILED LOG

Hole Number: HP13-051                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

111.20 162.90 VUO, ULTRAMAFIC VOLCANIC E5512668 111.20 112.50 1.30 0.01
E5512670 112.50 114.00 1.50 0.08
E5512684 114.00 115.50 1.50 0.08
E5512671 115.50 117.00 1.50 0.04
E5512672 117.00 118.50 1.50 0.29
E5512673 118.50 120.00 1.50 0.05
E5512674 120.00 121.50 1.50 0.03
E5512675 121.50 123.00 1.50 0.01
E5512676 123.00 123.70 0.70 0.16
E5512677 123.70 124.70 1.00 0.05
E5512678 124.70 126.00 1.30 0.22
E5512680 126.00 127.50 1.50 0.21
E5512681 127.50 129.00 1.50 0.01
E5512682 129.00 130.50 1.50 0.04
E5512683 130.50 132.00 1.50 0.00
E5512685 132.00 133.50 1.50 0.10
E5512686 133.50 134.70 1.20 0.06
E5512687 134.70 135.70 1.00 0.02
E5512688 135.70 136.70 1.00 0.23
E5512689 136.70 137.70 1.00 0.28
E5512690 137.70 138.10 0.40 0.05
E5512691 138.10 139.20 1.10 0.11
E5512693 139.20 139.60 0.40 0.03
E5512694 139.60 141.00 1.40 0.04
E5512695 141.00 142.50 1.50 0.03
E5512696 142.50 144.00 1.50 0.01
E5512697 144.00 145.50 1.50 0.01

Ultramafic: Rock appears as light grey to black with patchy white sections
throughout as well as blue coloration lower down unit. Rock is moderately and
pervasively chlorite and talc altered. Veining consists predominantly of mm scale
carbonate stringers and veinlets with one 30 cm long carbonate vein at ~118m.
0.25-1% very fine grained disseminated to fine grained blebby pyrite occur
patchy throughout the unit. Rock is moderately hard and nonmagnetic. Lower
contact is at about 50 degrees TCA along a break in the core. Massive QTZ shear
vein from 134.7-138.1m.

162.90 184.60 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY
Rock is a pale red colour. Very fine to fine grained. Pervasive silicification and
weak hematite alteration. Weak CAR/QTZ veinlets and strigners at 40-60 degrees
TCA. Trace amounts of very fine grained disseminated pyrite. Lower contact at
abou 50 degrees TCA. Rock is hard with no magnetism.

184.60 199.60 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. First 15m is altered
with moderate, pervasive chlorite and talc, with the rest of the unit altered with
moderate, pervasive chlorite. Moderate CAR/QTZ veinlets, stringers and fracture
fills for first 15m then weak amounts for the rest of the unit. Entire unit contains
trace amounts of very fine grained disseminated pyrite. Rock is very soft with
patchy magnetism.

199.60 258.00 VMM, MAFIC VOLCANIC MASSIVE
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Hole Number: HP13-051                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512631 68.10 69.10 0.0160
E5512632 69.10 70.30 0.0290
E5512633 70.30 71.30 0.0250
E5512634 71.30 72.30 0.0230
E5512635 72.30 73.80 0.0030
E5512636 73.80 75.00 0.0085
E5512637 75.00 76.50 0.2500
E5512638 76.50 78.00 0.0280
E5512640 78.00 79.50 0.0140
E5512641 79.50 81.00 0.0200
E5512642 81.00 82.50 0.0020
E5512643 82.50 84.00 0.0020
E5512644 84.00 85.50 0.0030
E5512645 85.50 87.00 0.0050
E5512646 87.00 88.50 0.0410
E5512647 88.50 90.00 0.8040
E5512648 90.00 91.50 0.0790
E5512650 91.50 93.00 0.0720
E5512651 93.00 94.50 0.0850
E5512652 94.50 96.00 0.0600
E5512653 96.00 97.50 0.0220
E5512654 97.50 99.00 0.0220
E5512655 99.00 100.00 0.0680
E5512656 100.00 101.00 0.0120
E5512657 101.00 102.00 0.1560
E5512658 102.00 103.00 1.0700
E5512660 103.00 104.00 0.1200
E5512661 104.00 105.00 0.2040
E5512662 105.00 105.80 0.3180
E5512663 105.80 107.00 0.0440
E5512664 107.00 108.00 0.0460
E5512665 108.00 109.50 0.0500
E5512666 109.50 110.50 0.0260
E5512667 110.50 111.20 0.3350
E5512668 111.20 112.50 0.0100
E5512670 112.50 114.00 0.0830
E5512684 114.00 115.50 0.0800
E5512671 115.50 117.00 0.0390
E5512672 117.00 118.50 0.2890
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Hole Number: HP13-051                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5512673 118.50 120.00 0.0500
E5512674 120.00 121.50 0.0340
E5512675 121.50 123.00 0.0090
E5512676 123.00 123.70 0.1590
E5512677 123.70 124.70 0.0460
E5512678 124.70 126.00 0.2230
E5512680 126.00 127.50 0.2110
E5512681 127.50 129.00 0.0130
E5512682 129.00 130.50 0.0420
E5512683 130.50 132.00 0.0010
E5512685 132.00 133.50 0.0960
E5512686 133.50 134.70 0.0630
E5512687 134.70 135.70 0.0222
E5512688 135.70 136.70 0.2340
E5512689 136.70 137.70 0.2750
E5512690 137.70 138.10 0.0460
E5512691 138.10 139.20 0.1120
E5512693 139.20 139.60 0.0340
E5512694 139.60 141.00 0.0370
E5512695 141.00 142.50 0.0300
E5512696 142.50 144.00 0.0050
E5512697 144.00 145.50 0.0090



Dec 12, 2013
Page 1 of 1

GRAPHIC SUMMARY REPORT

0

36.00
HPO

36.00

78.60
VMM

78.60

88.20
VGO

88.20

162.10
VMM

162.10

185.20
ISO

185.20

207.40
VUO

207.40

261.50
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261.50

276.00
VUO

Coordinates

Coord Type Grid Type NS Dec EW Dec Elevation Destination Grid NS Dec Calc EW Dec Calc Elevation Calc Comments

P UTM:NAD27 5371083.000000 553286.000000 300.0000 UTM:

Collar Survey: Pulse Em Survey: Multi Shot Survey:

Making Water: Is Hole Plugged: Is Cemented:

Contractor:

Hole Type:Hole No:

Location: Core Storage:

Claim No:Casing:

Unit of Degree: Unit of Measure: From: To:

Logged By:

Comments:

Azimuth Dec: Dip Dec:

HP13-052              DDH

Hislop Township

YES L26040

DECIMAL METRIC

212.00 -55.00

sgignac

Garant

2m of core not recovered above 264m.

0 276.00

Completed: Aug 01, 2013Start Date: Jul 30, 2013

Entered On: Jul 31, 2013

Hole Size:

Hislop

NQ

Brian Hua
New Stamp



Page 1 of 6Dec 12, 2013 DETAILED LOG

Hole Number: HP13-052                                          Units: METRIC

Sample Averages

Project Name: HISLOP Primary Coordinates    Grid: UTM:NAD27 Destination Coordinates    Grid: UTM: Collar Dip:

Project Number: HISLOP North: 5371083.00 North: Collar Az:

Location: Hislop Township East: 553286.00 East: Length:

Elev: 300.00 Elev: Start Depth:

Date Started: Jul 30, 2013 Collar Survey: N Plugged: N Contractor: Garant Final Depth:

Date Completed: Aug 01, 2013 Multishot Survey: N Hole Size: NQ Core Storage: Hislop

Pulse EM Survey: N Casing: YES

-55.00

212.00

276.00

0.00

276.00

Comments: 2m of core not recovered above 264m.

Depth Azimuth
Decimal

Dip
Decimal

Test
Type

Flag Comments Flag CommentsDepth Azimuth
Decimal

Dip
Decimal

Test
Type

Survey Data

0.00 Assumed Collar from first good reading 57.00 Mag Field = 5216; Mag too low, suspect Az off210.70 204.90-54.00 -54.00EZ Shot OK EZ Shot DO

102.00 Mag Field = 5653 150.00 Mag Field = 5609210.70 212.60-53.30 -53.10EZ Shot OK EZ Shot OK

200.00 Mag Field = 5519 250.00 Mag Field = 5553214.70 216.90-52.80 -52.00EZ Shot OK EZ Shot OK

276.00 Mag Field = 5577217.30 -51.80 EZ Shot OK

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

0.00 36.00 HPO, OVERBURDEN
OVERBURDEN
Casing up to 36m.
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Hole Number: HP13-052                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

36.00 78.60 VMM, MAFIC VOLCANIC MASSIVE E5514625 36.20 37.00 0.80 0.92
E5514626 37.00 38.00 1.00 0.68
E5514627 38.00 39.00 1.00 0.41
E5514628 39.00 40.00 1.00 0.08
E5514629 40.00 41.00 1.00 0.07
E5514631 41.00 42.00 1.00 0.02
E5514632 42.00 43.00 1.00 0.01
E5514633 43.00 44.00 1.00 0.01
E5514634 44.00 45.00 1.00 0.14
E5514635 45.00 46.10 1.10 0.10
E5514636 46.10 47.00 0.90 0.01
E5514637 47.00 48.00 1.00 0.01
E5514638 48.00 49.50 1.50 0.02
E5514639 49.50 51.00 1.50 0.06
E5514641 51.00 52.50 1.50 0.01
E5514642 52.50 54.00 1.50 0.03
E5514643 54.00 55.50 1.50 0.09
E5514644 55.50 56.50 1.00 0.04
E5514645 56.50 57.00 0.50 1.33
E5514646 57.00 58.00 1.00 0.45
E5514647 58.00 59.00 1.00 0.02
E5514648 59.00 59.40 0.40 0.07
E5514650 59.40 60.00 0.60 0.19
E5514651 60.00 61.50 1.50 0.01
E5514652 61.50 63.00 1.50 0.05
E5514653 63.00 64.50 1.50 0.05
E5514654 64.50 65.50 1.00 0.10

MASSIVEMAFIC VOLCANICS
rock is dark grey to black. Aphanitic to very fine grained. Altered pervasively with
hematite and contains bleached sections altered with carbonate. Weak CAR/QTZ
veinlets and stringers at 40-60 degrees TCA. 0.5-1% very fine grained
disseminated pyrite throughout unit. Rock is hard with strong, patchy
magnetism.

78.60 88.20 VGO, GABBRO
GABBROIC FLOW
Rock is dark grey in colour. Fine to medium grained. Altered with moderate,
pervasive chlorite and carbonate. Weak CAR/QTZ veinlets and stringers at 50-70
degrees TCA. Up to 0.5% very fine grained disseminated pyrite throughout unit.
Rock is soft with patchy magnetism.
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Hole Number: HP13-052                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

88.20 162.10 VMM, MAFIC VOLCANIC MASSIVE E5514655 98.30 99.00 0.70 0.02
E5514656 99.00 100.00 1.00 0.03
E5514657 100.00 101.00 1.00 0.01
E5514658 101.00 102.20 1.20 0.01
E5514659 102.20 103.00 0.80 0.02
E5514661 103.00 104.00 1.00 0.05
E5514662 104.00 105.00 1.00 0.03
E5514663 105.00 106.00 1.00 0.10
E5514664 106.00 107.00 1.00 0.02
E5514665 107.00 108.00 1.00 0.00
E5514666 150.50 151.50 1.00 0.01
E5514667 151.50 153.00 1.50 0.00
E5514668 153.00 154.50 1.50 0.00
E5514669 154.50 156.00 1.50 0.01
E5514671 156.00 157.50 1.50 0.90
E5514672 157.50 159.00 1.50 0.49
E5514673 159.00 160.00 1.00 0.01
E5514674 160.00 161.00 1.00 0.01
E5514675 161.00 162.10 1.10 0.04

MASSIVE MAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Altered with weak,
patchy hematite. Weak CAR/QTZ veinlets and stringers at 50-70 degrees TCA.
Up to 0.75% very fine grained disseminated pyrite throughout unit. Rock is hard
with strong, patchy magnetism.
Interval of Interest:
102.2-103m - Increase in pyrite up to 1%

162.10 185.20 ISO, SYENITIC INTRUSIVE E5514676 162.10 163.00 0.90 0.03
E5514677 163.00 164.00 1.00 0.01
E5514678 164.00 165.00 1.00 0.30
E5514679 165.00 166.50 1.50 0.51
E5514681 166.50 168.00 1.50 0.04
E5514682 168.00 169.50 1.50 0.05
E5514683 169.50 171.00 1.50 0.34
E5514684 171.00 172.00 1.00 1.21
E5514685 172.00 173.00 1.00 0.08
E5514686 173.00 174.00 1.00 0.20
E5514687 174.00 175.50 1.50 0.11
E5514688 175.50 177.00 1.50 0.01
E5514689 177.00 178.50 1.50 0.04
E5514691 178.50 180.00 1.50 0.05
E5514692 180.00 181.50 1.50 0.02
E5514693 181.50 183.00 1.50 0.01
E5514694 183.00 184.50 1.50 0.01
E5514695 184.50 185.20 0.70 0.14

INTRUSIVE SYENITE
Rock is red and grey. Fine to medium grained. Pervasive silicification and patchy
hematite alteration. Weak CAR/QTZ veinlets, stringers and fracture fills at various
angles TCA. Up to 0.75% very fine grained disseminated to fine grained blebby
pyrite. Rock is hard with no magnetism.
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Hole Number: HP13-052                                          Units: METRIC

Detailed Lithology
From To Lithology

Assay Data

Sample Number From To Length Au_Gpt_Lab

185.20 207.40 VUO, ULTRAMAFIC VOLCANIC E5514696 185.20 186.00 0.80 0.30
E5514697 186.00 187.50 1.50 0.01
E5514698 187.50 189.00 1.50 0.03
E5514699 189.00 189.60 0.60 0.04
E5514700 189.60 190.60 1.00 0.19
E5514702 190.60 191.50 0.90 0.15
E5514703 191.50 192.00 0.50 0.03
E5514704 192.00 193.00 1.00 0.12
E5514705 193.00 194.00 1.00 0.02
E5514706 194.00 195.00 1.00 0.02
E5514707 195.00 195.50 0.50 0.02
E5514708 195.50 196.50 1.00 0.02
E5514709 196.50 198.00 1.50 0.02

ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Pervasive chlorite and
talc alteration with weak, patchy sericite. Strong CAR/QTZ veinlets, stringers and
fracture fills at 30-50 degrees TCA. Trace to 0.25% very fine grained
disseminated pyrite throughout unit. Rock is very soft with patchy magnetism.
Interval of Interest:
189.6-195.5m - Increase in pyrite up to 1% associated with sericite alteration

207.40 261.50 IPF, FELDSPAR PORPYRY
FELDSPAR PORPHYRY
Rock is a light red colour. Very fine to fine grained. Strongly silcified and altered
with weak, pervasive hematite. Weak CAR/QTZ veinlets and stringers at various
angles TCA. Trace amounts of very fine grained disseminated pyrite throughout
unit. Rock is hard with no magnetism.

261.50 276.00 VUO, ULTRAMAFIC VOLCANIC
ULTRAMAFIC VOLCANICS
Rock is dark grey to black. Aphanitic to very fine grained. Pervasive chlorite and
talc alteration. Moderate CAR/QTZ veinlets, stringers and fracture fills at various
angles TCA. Trace amounts of very fine grained disseminated pyrite throughout
unit. Rock is very soft with patchy magnetism.

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514625 36.20 37.00 0.9200
E5514626 37.00 38.00 0.6800
E5514627 38.00 39.00 0.4100
E5514628 39.00 40.00 0.0800
E5514629 40.00 41.00 0.0700
E5514631 41.00 42.00 0.0200
E5514632 42.00 43.00 0.0100
E5514633 43.00 44.00 0.0100
E5514634 44.00 45.00 0.1400
E5514635 45.00 46.10 0.1000
E5514636 46.10 47.00 0.0100
E5514637 47.00 48.00 0.0100
E5514638 48.00 49.50 0.0200
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Hole Number: HP13-052                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514639 49.50 51.00 0.0600
E5514641 51.00 52.50 0.0100
E5514642 52.50 54.00 0.0300
E5514643 54.00 55.50 0.0900
E5514644 55.50 56.50 0.0400
E5514645 56.50 57.00 1.3300
E5514646 57.00 58.00 0.4500
E5514647 58.00 59.00 0.0200
E5514648 59.00 59.40 0.0700
E5514650 59.40 60.00 0.1900
E5514651 60.00 61.50 0.0100
E5514652 61.50 63.00 0.0500
E5514653 63.00 64.50 0.0500
E5514654 64.50 65.50 0.1000
E5514655 98.30 99.00 0.0200
E5514656 99.00 100.00 0.0300
E5514657 100.00 101.00 0.0100
E5514658 101.00 102.20 0.0100
E5514659 102.20 103.00 0.0200
E5514661 103.00 104.00 0.0500
E5514662 104.00 105.00 0.0300
E5514663 105.00 106.00 0.1000
E5514664 106.00 107.00 0.0200
E5514665 107.00 108.00 0.0000
E5514666 150.50 151.50 0.0100
E5514667 151.50 153.00 0.0000
E5514668 153.00 154.50 0.0000
E5514669 154.50 156.00 0.0100
E5514671 156.00 157.50 0.9000
E5514672 157.50 159.00 0.4900
E5514673 159.00 160.00 0.0100
E5514674 160.00 161.00 0.0100
E5514675 161.00 162.10 0.0400
E5514676 162.10 163.00 0.0300
E5514677 163.00 164.00 0.0100
E5514678 164.00 165.00 0.3000
E5514679 165.00 166.50 0.5100
E5514681 166.50 168.00 0.0400
E5514682 168.00 169.50 0.0500



Page 6 of 6Dec 12, 2013 DETAILED LOG

Hole Number: HP13-052                                          Units: METRIC

Samples

Sample Number From To Au_Gpt_Lab

Sample Type ASSAY
E5514683 169.50 171.00 0.3400
E5514684 171.00 172.00 1.2100
E5514685 172.00 173.00 0.0800
E5514686 173.00 174.00 0.2000
E5514687 174.00 175.50 0.1100
E5514688 175.50 177.00 0.0100
E5514689 177.00 178.50 0.0400
E5514691 178.50 180.00 0.0500
E5514692 180.00 181.50 0.0200
E5514693 181.50 183.00 0.0100
E5514694 183.00 184.50 0.0100
E5514695 184.50 185.20 0.1400
E5514696 185.20 186.00 0.3000
E5514697 186.00 187.50 0.0100
E5514698 187.50 189.00 0.0300
E5514699 189.00 189.60 0.0400
E5514700 189.60 190.60 0.1900
E5514702 190.60 191.50 0.1500
E5514703 191.50 192.00 0.0300
E5514704 192.00 193.00 0.1200
E5514705 193.00 194.00 0.0200
E5514706 194.00 195.00 0.0200
E5514707 195.00 195.50 0.0200
E5514708 195.50 196.50 0.0200
E5514709 196.50 198.00 0.0200
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Assay Certificates 

 

SUMMARY REPORT 

 

ON 

 

DIAMOND DRILLING 
 

On The Hislop Property 

 

IN 
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For 

 

ST ANDREW GOLDFIELDS LTD 
 

 

 



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 4

Feb 14, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U686920AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop

Laboratories (V1) Page 1 of 4

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample Description RDL: 0.01 0.001

3.02 0.033362107
3.20 0.004362108
3.24 0.005362109
3.12 0.008362110
3.22 0.006362111
3.74 0.034362112
3.26 0.010362113
3.40 0.006362114
3.20 0.033362115
2.88 0.010362116
3.20 0.005362117
3.34 0.003362118
3.00 0.007362119
3.28 0.007362120
3.12 0.003362121
3.24 0.013362122
3.08 0.004362123
1.42 0.001362124

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U686920

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 08, 2013 DATE REPORTED: Feb 14, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 4



Fire Assay - Trace Au, ICP-OES finish (202052)
Au 1 362107 0.033 0.033 0.0% < 0.001 96% 90% 110%7.1 7.4
 
Fire Assay - Trace Au, ICP-OES finish (202052)
Au 1 362119 0.0065 0.0059 9.7% < 0.001 90% 110%
 

Certified By:

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U686920

Result
Value

Quality Assurance

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop

Rep #1 RPD
Lower Upper

Acceptable Limits
RecoveryExpect

Value

REFERENCE MATERIAL

BatchPARAMETER Sample Id Original

RPT Date: Feb 14, 2013 REPLICATE

Method Blank

Solid Analysis

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT (V1) Page 3 of 4



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U686920

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 4 of 4



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

May 08, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U709888AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.54 0.134E5489924 (4300084)
2.58 0.043E5489925 (4300085)
2.28 0.030E5489926 (4300086)
2.02 2.15E5489927 (4300087)
2.28 0.278E5489928 (4300088)
0.10 6.52E5489929 (4300089)
0.94 0.361E5489930 (4300090)
2.08 0.284E5489931 (4300091)
2.90 0.087E5489932 (4300092)
2.52 0.169E5489933 (4300093)
2.62 0.095E5489934 (4300094)
2.12 0.016E5489935 (4300095)
3.42 0.011E5489936 (4300096)
2.66 0.007E5489937 (4300097)
1.26 0.151E5489938 (4300098)
1.26 0.008E5489939 (4300099)
2.48 0.050E5489940 (4300100)
2.34 0.087E5489941 (4300101)
2.78 0.076E5489942 (4300102)
1.70 0.028E5489943 (4300103)
2.42 1.45E5489944 (4300104)
2.22 0.054E5489945 (4300105)
3.44 0.149E5489946 (4300106)
2.80 0.012E5489947 (4300107)
2.36 0.026E5489948 (4300108)
0.10 1.43E5489949 (4300109)
1.60 0.035E5489950 (4300110)
1.04 0.069E5489951 (4300111)
1.48 0.017E5489952 (4300112)
2.00 0.007E5489953 (4300113)
1.98 0.015E5489954 (4300114)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709888

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.64 0.018E5489955 (4300115)
1.60 0.038E5489956 (4300116)
0.98 0.239E5489957 (4300117)
2.76 0.011E5489958 (4300118)
1.08 0.005E5489959 (4300119)
2.00 0.378E5489960 (4300120)
1.78 0.204E5489961 (4300121)
4.12 0.039E5489962 (4300122)
3.10 0.009E5489963 (4300123)
1.66 0.109E5489964 (4300124)
3.56 0.077E5489965 (4300125)
3.64 0.012E5489966 (4300126)
2.40 0.008E5489967 (4300127)
2.36 0.010E5489968 (4300128)
0.10 2.18E5489969 (4300129)
1.94 0.016E5489970 (4300130)
1.86 0.114E5489971 (4300131)
4.02 0.122E5489972 (4300132)
3.30 0.009E5489973 (4300133)
2.86 0.077E5489974 (4300134)
2.80 0.095E5489975 (4300135)
3.26 0.177E5489976 (4300136)
2.26 0.012E5489977 (4300137)
2.00 0.025E5489978 (4300138)
3.26 0.110E5491010 (4413135)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709888

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489924 0.134 0.144 7.2% E5489936 0.011 0.010 9.5% E5489950 0.0354 0.0383 7.9% E5489962 0.039 0.039 0.0%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489974 0.0770 0.0878 13.1% E5491010 0.110 0.122 10.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U709888
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E) CRM #3 (CM14) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.51 108% 90% - 110% 7.4 7.5 101% 90% - 110% 0.792 0.799 101% 90% - 110% 1.40 1.51 108% 90% - 110%

CRM #5

Parameter Expect Actual Recovery Limits

Au 1.40 1.37 97% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U709888
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U709888

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Mar 11, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U691531AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.00 0.007E5487222 (4154880)
2.78 0.008E5487223 (4154881)
2.12 0.208E5487224 (4154882)
2.04 0.341E5487225 (4154883)
1.88 0.792E5487226 (4154884)
2.14 0.256E5487227 (4154885)
1.86 0.034E5487228 (4154886)
1.92 0.023E5487229 (4154887)
1.02 0.004E5487230 (4154888)
2.02 0.046E5487231 (4154889)
1.84 0.187E5487232 (4154890)
2.12 0.441E5487233 (4154891)
2.52 0.018E5487234 (4154892)
2.90 0.017E5487235 (4154893)
2.72 0.003E5487236 (4154894)
2.06 0.042E5487237 (4154895)
1.52 0.091E5487238 (4154896)
3.06 0.434E5487239 (4154897)
2.56 0.829E5487240 (4154898)
0.10 0.040E5487241 (4154899)
2.18 0.060E5487242 (4154900)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 25, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U691531

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 26, 2013 DATE REPORTED: Mar 11, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487222 0.0068 0.0059 14.2% E5487234 0.0179 0.0171 4.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U691531
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.4 100% 90% - 110% 0.792 0.751 95% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U691531
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U691531

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 9

Mar 28, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U699094AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 9

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.68 0.012E5487060 (4211334)
3.76 0.010E5487061 (4211335)
1.36 0.007E5487062 (4211336)
3.54 0.059E5487063 (4211337)
2.36 0.002E5487064 (4211338)
2.28 0.023E5487065 (4211339)
2.12 0.013E5487066 (4211340)
3.22 0.008E5487067 (4211341)
2.82 0.050E5487068 (4211342)
3.38 0.009E5487069 (4211343)
1.12 0.003E5487070 (4211344)
3.34 0.029E5487071 (4211345)
3.36 0.005E5487072 (4211346)
3.02 0.035E5487073 (4211347)
2.84 0.021E5487074 (4211348)
3.28 0.025E5487075 (4211349)
3.32 0.015E5487076 (4211350)
3.50 0.007E5487077 (4211351)
3.24 0.004E5487078 (4211352)
3.36 0.006E5487079 (4211353)
0.10 1.01E5487080 (4211354)
3.28 0.003E5487081 (4211355)
3.60 0.015E5487082 (4211356)
3.46 0.028E5487083 (4211357)
3.30 0.318E5487084 (4211358)
3.38 0.012E5487085 (4211359)
3.30 0.021E5487086 (4211360)
3.10 0.356E5487087 (4211361)
3.34 0.684E5487088 (4211362)
3.14 0.021E5487089 (4211363)
1.06 0.015E5487090 (4211364)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 22, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U699094

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 22, 2013 DATE REPORTED: Mar 28, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.14 0.015E5487091 (4211365)
3.10 0.005E5487092 (4211366)
3.28 0.009E5487093 (4211367)
3.44 0.143E5487094 (4211368)
3.34 0.030E5487095 (4211369)
3.04 0.018E5487096 (4211370)
3.34 0.002E5487097 (4211371)
3.04 0.003E5487098 (4211372)
2.48 0.022E5487099 (4211373)
0.10 0.512E5487100 (4211374)
2.10 0.007E5487101 (4211375)
2.54 0.007E5487102 (4211376)
2.70 0.004E5487139 (4211377)
0.10 1.43E5487140 (4211378)
2.40 1.92E5487141 (4211379)
2.36 0.375E5487142 (4211381)
2.18 0.455E5487143 (4211382)
1.72 0.671E5487144 (4211383)
2.20 0.013E5487145 (4211384)
2.12 0.011E5487146 (4211385)
2.24 0.004E5487147 (4211386)
1.86 0.007E5487148 (4211387)
1.96 0.005E5487149 (4211388)
1.12 0.001E5487150 (4211389)
2.00 0.004E5487151 (4211390)
2.22 0.014E5487152 (4211391)
1.70 0.026E5487153 (4211392)
2.00 0.010E5487154 (4211393)
3.46 0.010E5487155 (4211394)
2.36 0.014E5487156 (4211395)
2.08 0.011E5487157 (4211396)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 22, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U699094

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 22, 2013 DATE REPORTED: Mar 28, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.04 0.012E5487158 (4211397)
2.68 0.030E5487159 (4211398)
0.10 0.873E5487160 (4211399)
1.84 0.019E5487161 (4211400)
2.62 0.032E5487162 (4211401)
3.20 0.036E5487163 (4211402)
2.50 0.011E5487164 (4211403)
2.26 0.008E5487165 (4211404)
3.68 0.012E5487166 (4211405)
3.20 0.015E5487167 (4211406)
3.36 0.008E5487168 (4211407)
2.32 0.009E5487169 (4211408)
1.02 0.002E5487170 (4211409)
2.28 0.390E5487171 (4211410)
2.24 0.013E5487172 (4211411)
3.38 0.013E5487173 (4211412)
3.46 0.009E5487174 (4211413)
3.64 0.007E5487175 (4211414)
3.52 0.007E5487176 (4211415)
3.36 0.016E5487177 (4211416)
3.54 0.007E5487178 (4211417)
3.34 0.006E5487179 (4211418)
0.10 0.042E5487180 (4211419)
3.12 0.008E5487181 (4211420)
3.80 0.008E5487182 (4211421)
3.28 0.011E5487183 (4211422)
3.70 0.009E5487184 (4211423)
3.46 0.014E5487185 (4211424)
3.30 0.007E5487186 (4211425)
3.54 0.007E5487187 (4211426)
3.78 0.014E5487188 (4211427)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 22, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U699094

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 22, 2013 DATE REPORTED: Mar 28, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.58 0.008E5487189 (4211428)
1.16 0.003E5487190 (4211429)
3.30 0.005E5487191 (4211430)
3.50 0.008E5487192 (4211431)
2.50 0.006E5487193 (4211432)
2.02 0.003E5487194 (4211433)
3.24 0.010E5487195 (4211434)
3.60 0.013E5487196 (4211435)
3.80 0.009E5487197 (4211436)
3.92 0.004E5487198 (4211437)
3.72 0.017E5487199 (4211438)
0.10 1.40E5487200 (4211439)
2.34 0.009E5487201 (4211440)
2.28 0.004E5487202 (4211441)
1.36 0.036E5487203 (4211442)
2.46 0.004E5487204 (4211443)
2.58 0.007E5487205 (4211444)
2.36 0.010E5487206 (4211445)
2.46 0.006E5487207 (4211446)
1.96 0.005E5487208 (4211447)
3.84 0.006E5487209 (4211448)
1.24 0.004E5487210 (4211449)
3.62 0.020E5487211 (4211450)
2.46 0.009E5487212 (4211451)
1.80 0.012E5487213 (4211452)
3.10 1.98E5487214 (4211453)
3.26 0.056E5487215 (4211454)
1.54 0.077E5487216 (4211455)
1.88 0.037E5487217 (4211456)
3.50 0.009E5487218 (4211457)
3.34 0.021E5487219 (4211458)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 22, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U699094

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 22, 2013 DATE REPORTED: Mar 28, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.10 1.02E5487220 (4211459)
3.48 0.015E5487221 (4211460)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 22, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U699094

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 22, 2013 DATE REPORTED: Mar 28, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 6 of 9



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487060 0.012 0.013 8.0% E5487072 0.005 0.005 0.0% E5487085 0.0115 0.0094 20.1% E5487097 0.002 0.001

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487146 0.011 0.011 0.0% E5487158 0.012 0.011 8.7% E5487171 0.390 0.418 6.9% E5487183 0.011 0.007

REPLICATE #9 REPLICATE #10 REPLICATE #11

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487196 0.013 0.009 E5487208 0.005 0.010 E5487221 0.015 0.015 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U699094
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 9



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E) CRM #3 (CM14) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.34 95% 90% - 110% 7.4 8 109% 90% - 110% 0.792 0.745 94% 90% - 110% 1.40 1.42 102% 90% - 110%

CRM #5 (1P5F) CRM #6 (CM14) CRM #7 (GS7E) CRM #8 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.36 97% 90% - 110% 0.792 0.786 99% 90% - 110% 7.4 7.7 104% 90% - 110% 1.40 1.46 104% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U699094
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 8 of 9



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U699094

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 9 of 9



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Feb 27, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U688968AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.20 0.124364139 (4135609)
2.76 0.008364140 (4135610)
1.96 0.015364141 (4135611)
2.26 0.013364142 (4135612)
2.42 0.004364143 (4135613)
2.56 0.005364144 (4135614)
0.10 1.02364145 (4135615)
2.76 0.013364146 (4135616)
2.38 0.027364147 (4135617)
2.44 0.006364148 (4135618)
2.34 0.005364149 (4135619)
2.58 0.011364150 (4135620)
2.64 0.020364151 (4135621)
2.32 0.028364152 (4135622)
2.14 0.017364153 (4135623)
0.92 0.003364154 (4135624)
3.24 0.005364155 (4135625)
1.26 0.005364156 (4135626)
1.86 0.005364157 (4135627)
2.54 0.010364158 (4135628)
2.60 0.029364159 (4135629)
2.00 0.010364160 (4135630)
2.02 0.007364161 (4135631)
2.40 0.004364162 (4135632)
2.52 0.006364163 (4135633)
2.66 0.009364164 (4135634)
0.94 0.005364165 (4135635)
1.64 0.009364166 (4135636)
0.10 2.24364167 (4135637)
2.26 0.008364168 (4135638)
2.20 0.077364169 (4135639)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U688968

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 15, 2013 DATE REPORTED: Feb 27, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.42 9.52364170 (4135640)
2.24 0.070364171 (4135641)
2.22 0.224364172 (4135642)
2.26 0.040364173 (4135643)
2.10 0.042364174 (4135644)
1.14 0.007364175 (4135645)
2.60 0.016364176 (4135646)
2.18 0.007364177 (4135647)
1.94 0.003364178 (4135648)
1.96 0.008364179 (4135649)
1.82 0.005364180 (4135650)
2.92 0.006364181 (4135651)
3.36 0.011364182 (4135652)
2.92 0.010364183 (4135653)
3.08 0.008364184 (4135654)
0.08 1.25364185 (4135655)
2.38 0.008364186 (4135656)
1.64 0.010364187 (4135657)
2.38 0.015364188 (4135658)
2.12 0.006364189 (4135659)
2.58 0.008364190 (4135660)
3.32 0.007364191 (4135661)
3.22 0.009364192 (4135662)
3.64 0.006364193 (4135663)
3.60 0.009364194 (4135664)
1.60 0.005364195 (4135665)
3.38 0.100364196 (4135666)
1.46 0.023364197 (4135667)
1.82 0.020364198 (4135668)
2.10 0.031364199 (4135669)
2.84 0.018364200 (4135670)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U688968

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 15, 2013 DATE REPORTED: Feb 27, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.62 0.016364201 (4135671)
1.38 0.077364202 (4135672)
2.24 0.630364203 (4135673)
1.86 0.055364204 (4135674)
2.16 0.017364205 (4135675)
3.38 0.032364206 (4135676)
0.10 1.02364207 (4135677)
2.36 0.005364208 (4135678)
3.60 0.021364209 (4135679)
2.40 0.005364210 (4135680)
2.40 0.003364211 (4135681)
2.52 0.011364212 (4135682)
3.42 0.009364213 (4135683)
2.18 0.008364214 (4135684)
2.72 0.011364215 (4135685)
2.12 0.072364216 (4135686)
1.32 0.040364217 (4135687)
1.22 0.005364218 (4135688)
1.20 0.002364219 (4135689)
2.32 0.001364220 (4135690)
1.46 0.001364221 (4135691)
2.42 0.031364222 (4135692)
1.48 0.029364223 (4135693)
3.36 0.026364224 (4135694)
3.88 0.128364225 (4135695)
1.80 0.089364226 (4135696)
0.10 1.03364227 (4135697)
2.66 5.06364228 (4135698)
1.86 2.28364229 (4135699)
2.40 0.408364230 (4135700)
2.28 1.62364231 (4135701)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U688968

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 15, 2013 DATE REPORTED: Feb 27, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.32 1.67364232 (4135702)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U688968

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 15, 2013 DATE REPORTED: Feb 27, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 364139 0.124 0.102 19.5% 364152 0.0280 0.0254 9.7% 364164 0.0087 0.0079 9.6% 364176 0.0161 0.0170 5.4%

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 364189 0.0062 0.0067 7.8% 364201 0.0159 0.0168 5.5% 364214 0.008 0.008 0.0% 364226 0.089 0.093 4.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U688968
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (CM14) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.805 102% 90% - 110% 1.40 1.36 97% 90% - 110% 0.792 0.839 106% 90% - 110% 0.792 0.782 99% 90% - 110%

CRM #5 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.41 101% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U688968
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U688968

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Ron Cardinall, Certified Assayer - Director - Technical Services (Mining)SOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Mar 15, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U695675AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.18 0.592362536 (4183021)
2.30 0.047362537 (4183022)
2.36 0.072362538 (4183024)
2.10 0.123362539 (4183025)
2.18 4.67362540 (4183026)
2.08 0.655362541 (4183027)
1.34 0.766362542 (4183028)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U695675

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 11, 2013 DATE REPORTED: Mar 15, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au 362536 0.592 0.598 1.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U695675
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 7.6 103% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U695675
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U695675

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Jan 22, 2014

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

14U799767AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.88 0.027E5698284 (5086993)
2.22 0.010E5698285 (5086994)
2.30 0.145E5698286 (5086995)
2.48 0.016E5698287 (5086996)
0.68 0.445E5698288 (5086997)
0.74 0.005E5698289 (5086998)
2.02 0.366E5698290 (5086999)
1.78 0.310E5698291 (5087000)
2.26 0.034E5698292 (5087001)
2.32 0.016E5698293 (5087002)
2.48 0.014E5698294 (5087003)
2.52 0.013E5698295 (5087004)
2.44 0.012E5698296 (5087005)
0.10 0.511E5698297 (5087006)
2.72 0.091E5698298 (5087007)
2.38 0.010E5698299 (5087008)
1.22 0.185E5698300 (5087009)
2.14 0.021E5698301 (5087010)
2.54 0.025E5698302 (5087011)
2.54 0.011E5698303 (5087012)
2.16 0.026E5698304 (5087013)
1.38 0.034E5698305 (5087014)
1.12 0.006E5698306 (5087015)
0.92 0.030E5698307 (5087016)
2.32 0.071E5698308 (5087017)
0.74 0.017E5698309 (5087018)
2.06 0.010E5698310 (5087019)
3.46 0.009E5698311 (5087020)
2.52 0.006E5698312 (5087021)
2.48 0.007E5698313 (5087022)
2.68 0.008E5698314 (5087023)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jan 10, 2014

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 14U799767

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jan 10, 2014 DATE REPORTED: Jan 22, 2014 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.30 0.004E5698315 (5087024)
2.66 0.205E5698316 (5087025)
0.32 0.010E5698317 (5087026)
1.94 0.018E5698318 (5087027)
1.14 0.049E5698319 (5087028)
1.68 0.013E5698320 (5087029)
0.10 0.993E5698321 (5087030)
2.90 0.012E5698322 (5087031)
2.44 0.010E5698323 (5087032)
2.12 0.007E5698324 (5087033)
1.68 0.008E5698325 (5087034)
2.24 0.007E5698326 (5087035)
1.02 0.139E5698327 (5087036)
1.52 0.003E5698328 (5087037)
1.78 0.018E5698329 (5087038)
2.16 0.008E5698330 (5087039)
2.18 0.024E5698331 (5087040)
1.40 0.003E5698332 (5087041)
2.12 0.004E5698333 (5087042)
1.04 0.004E5698334 (5087043)
1.92 0.008E5698335 (5087044)
1.90 0.005E5698336 (5087045)
2.14 0.004E5698337 (5087046)
0.10 0.497E5698338 (5087047)
2.24 0.032E5698339 (5087048)
2.04 0.036E5698340 (5087049)
0.92 0.020E5698341 (5087050)
0.72 0.015E5698342 (5087051)
1.50 0.029E5698343 (5087052)
0.90 0.009E5698344 (5087053)
2.26 0.007E5698345 (5087054)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jan 10, 2014

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 14U799767

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jan 10, 2014 DATE REPORTED: Jan 22, 2014 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.82 0.069E5698346 (5087055)
3.26 0.020E5698347 (5087056)
1.76 0.002E5698348 (5087057)
2.34 0.004E5698349 (5087058)
1.30 0.003E5698350 (5087059)
2.42 0.010E5698351 (5087060)
1.12 0.095E5698352 (5087061)
2.24 0.013E5698353 (5087062)
1.20 0.005E5698354 (5087063)
3.00 0.006E5698355 (5087064)
2.20 0.006E5698356 (5087065)
0.10 1.00E5698357 (5087066)
0.86 0.005E5698358 (5087067)
0.98 0.006E5698359 (5087068)
1.96 0.007E5698360 (5087069)
2.74 0.007E5698361 (5087070)
2.74 0.006E5698362 (5087071)
2.88 0.010E5698363 (5087072)
2.84 0.005E5698364 (5087073)
1.98 0.009E5698365 (5087074)
2.78 0.009E5698366 (5087075)
3.28 0.011E5698367 (5087076)
3.18 0.075E5698368 (5087077)
1.28 0.005E5698369 (5087078)
2.26 0.011E5698370 (5087079)
1.36 0.008E5698371 (5087080)
1.68 0.009E5698372 (5087081)
1.64 0.006E5698373 (5087082)
2.42 0.005E5698374 (5087083)
2.12 0.031E5698375 (5087084)
2.68 0.010E5698376 (5087085)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jan 10, 2014

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 14U799767

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jan 10, 2014 DATE REPORTED: Jan 22, 2014 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.46 0.010E5698377 (5087086)
0.10 2.11E5698378 (5087087)
2.60 0.008E5698379 (5087088)
2.24 0.006E5698380 (5087089)
3.10 0.008E5698381 (5087090)
0.70 1.42E5698382 (5087091)
2.94 0.007E5698383 (5087092)
2.34 0.048E5698384 (5087093)
2.32 0.007E5698385 (5087094)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jan 10, 2014

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 14U799767

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jan 10, 2014 DATE REPORTED: Jan 22, 2014 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5698284 0.027 0.027 0.0% E5698298 0.091 0.114 22.4% E5698309 0.017 0.017 0.0% E5698322 0.012 0.010 18.2%

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5698334 0.004 0.004 0.0% E5698347 0.020 0.024 18.2% E5698359 0.006 0.007 15.4% E5698372 0.009 0.008 11.8%

REPLICATE #9

Parameter Sample ID Original Replicate RPD

Au E5698384 0.048 0.058 18.9%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 14U799767
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5K) CRM #2 (1P5K) CRM #3 (GS6D) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.44 1.54 107% 90% - 110% 1.44 1.4 97% 90% - 110% 6.09 6.19 102% 90% - 110% 0.792 0.74 93% 90% - 110%

CRM #5 (1P5K) CRM #6 (GS6D) CRM #7 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.44 1.5 104% 90% - 110% 6.09 5.92 97% 90% - 110% 0.792 0.753 95% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 14U799767
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 14U799767

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP PROJECT

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Feb 25, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U688938AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.80 0.007E5489081 (4135401)
2.44 0.102E5489082 (4135402)
2.86 2.29E5489083 (4135403)
1.90 1.68E5489084 (4135404)
2.46 2.06E5489085 (4135405)
0.80 >10 42.1E5489086 (4135406)
2.04 0.376E5489087 (4135407)
3.32 0.943E5489088 (4135408)
2.48 0.072E5489089 (4135409)
1.56 0.092E5489090 (4135410)
3.02 0.021E5489091 (4135411)
0.92 0.380E5489092 (4135412)
2.28 2.30E5489093 (4135413)
2.44 1.28E5489094 (4135414)
1.22 >10 66.4E5489095 (4135415)
2.48 2.98E5489096 (4135416)
3.46 6.54E5489097 (4135417)
2.46 >10 22.2E5489098 (4135418)
3.52 0.739E5489099 (4135419)
0.10 8.47E5489100 (4135420)
3.14 0.960E5489101 (4135421)
2.26 8.22E5489102 (4135422)
2.12 2.65E5489103 (4135423)
2.52 4.17E5489104 (4135424)
1.64 3.32E5489105 (4135425)
3.22 0.551E5489106 (4135426)
3.08 0.027E5489107 (4135427)
3.36 0.055E5489108 (4135428)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U688938

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 15, 2013 DATE REPORTED: Feb 25, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489094 1.28 1.33 3.8% E5489093 2.48 2.37 4.5% E5489106 0.551 0.554 0.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U688938
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.746 94% 90% - 110% 0.792 0.788 99% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U688938
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U688938

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Apr 16, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U703101AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.60 0.021E5489173 (4243679)
3.00 0.015E5489174 (4243680)
3.44 0.008E5489175 (4243681)
3.48 0.010E5489176 (4243682)
3.40 0.007E5489177 (4243683)
3.02 0.014E5489178 (4243684)
2.90 0.016E5489179 (4243685)
0.08 0.475E5489180 (4243686)
2.86 0.249E5489181 (4243687)
1.68 0.060E5489182 (4243688)
2.08 0.061E5489183 (4243689)
3.72 1.80E5489184 (4243690)
3.14 0.472E5489185 (4243691)
2.22 0.059E5489186 (4243692)
2.38 0.030E5489187 (4243693)
1.04 0.025E5489188 (4243694)
1.84 1.18E5489189 (4243695)
0.84 0.009E5489190 (4243696)
1.88 0.026E5489191 (4243697)
3.04 0.016E5489192 (4243698)
3.58 0.073E5489193 (4243699)
3.64 0.169E5489194 (4243700)
3.54 0.005E5489195 (4243701)
2.90 0.003E5489196 (4243702)
1.80 0.077E5489197 (4243703)
2.48 0.003E5489198 (4243704)
3.38 0.002E5489199 (4243705)
0.10 0.040E5489200 (4243706)
2.22 0.003E5489201 (4243707)
3.72 0.005E5489202 (4243708)
3.12 0.011E5489203 (4243709)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703101

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 05, 2013 DATE REPORTED: Apr 16, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.94 0.029E5489204 (4243710)
1.86 0.091E5489205 (4243711)
2.58 0.066E5489206 (4243712)
2.62 0.039E5489207 (4243713)
2.12 0.149E5489208 (4243715)
1.82 0.027E5489209 (4243716)
1.16 0.011E5489210 (4243717)
2.24 0.010E5489211 (4243718)
1.94 0.013E5489212 (4243719)
1.86 0.015E5489213 (4243720)
1.58 0.010E5489214 (4243721)
3.74 0.040E5489215 (4243722)
2.28 0.037E5489216 (4243723)
2.58 0.042E5489217 (4243724)
3.60 0.005E5489218 (4243725)
3.16 0.019E5489219 (4243726)
0.10 0.885E5489220 (4243727)
3.16 0.016E5489221 (4243728)
3.48 0.012E5489222 (4243729)
2.30 0.011E5489223 (4243730)
2.90 0.064E5489224 (4243731)
3.48 6.02E5489225 (4243732)
3.78 1.51E5489226 (4243733)
2.08 0.375E5489227 (4243734)
2.02 1.02E5489228 (4243735)
2.16 0.175E5489229 (4243736)
0.98 0.062E5489230 (4243737)
2.60 0.677E5489231 (4243738)
2.86 0.033E5489232 (4243739)
2.30 0.031E5489233 (4243740)
2.10 0.028E5489234 (4243741)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703101

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 05, 2013 DATE REPORTED: Apr 16, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.86 0.015E5489235 (4243742)
3.98 0.018E5489236 (4243743)
3.28 0.013E5489237 (4243744)
3.52 0.011E5489238 (4243745)
3.10 0.010E5489239 (4243746)
2.44 0.021E5489240 (4243747)
2.64 0.006E5489241 (4243748)
0.10 0.979E5489242 (4243749)
2.22 0.014E5489243 (4243750)
3.18 0.013E5489244 (4243751)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703101

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 05, 2013 DATE REPORTED: Apr 16, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489173 0.021 0.016 27.0% E5489184 1.80 2.22 20.9% E5489198 0.003 0.019 E5489210 0.011 0.013 16.7%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489223 0.011 0.011 0.0% E5489235 0.0154 0.0175 12.8%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U703101
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (GS7E) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.871 110% 90% - 110% 1.40 1.5 107% 90% - 110% 7.4 7.7 105% 90% - 110% 0.792 0.731 92% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U703101
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U703101

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Sep 19, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U755345AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.80 0.004E5489060 (4713860)
2.12 0.002E5489061 (4713861)
3.72 0.003E5489062 (4713862)
3.76 0.002E5489063 (4713863)
3.70 0.006E5489064 (4713864)
3.90 0.010E5489065 (4713865)
3.62 0.003E5489066 (4713866)
3.82 0.004E5489067 (4713867)
3.70 0.002E5489068 (4713868)
3.64 0.002E5489069 (4713869)
3.52 0.004E5489070 (4713870)
3.78 0.139E5489071 (4713871)
1.42 <0.001E5489072 (4713872)
3.46 0.020E5489073 (4713873)
3.66 0.053E5489074 (4713874)
2.46 0.110E5489075 (4713875)
2.42 0.162E5489076 (4713876)
2.00 0.015E5489077 (4713877)
2.40 0.032E5489078 (4713878)
2.26 0.002E5489079 (4713879)
0.10 0.480E5489080 (4713880)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Sep 06, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U755345

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Sep 06, 2013 DATE REPORTED: Sep 19, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489060 0.004 0.002 E5489072 < 0.001 < 0.001 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U755345
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.785 99% 90% - 110% 7.4 8.2 110% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U755345
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U755345

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP PROJECT

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Sep 19, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U755367AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.88 0.081E5489143 (4714212)
3.88 0.315E5489144 (4714214)
2.28 0.153E5489145 (4714215)
2.96 0.041E5489146 (4714216)
3.44 0.044E5489147 (4714217)
3.86 0.015E5489148 (4714219)
1.50 0.012E5489159 (4714220)
0.10 1.03E5489160 (4714221)
3.08 0.204E5489161 (4714222)
2.78 0.204E5489162 (4714224)
3.72 0.083E5489163 (4714225)
3.42 0.038E5489164 (4714226)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Sep 06, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U755367

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Sep 06, 2013 DATE REPORTED: Sep 19, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5489143 0.081 0.090 10.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U755367
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.74 93% 90% - 110% 7.4 7.8 106% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U755367
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U755367

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP PROJECT

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Apr 18, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U703096AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.50 0.007E5491084 (4243523)
3.62 0.014E5491085 (4243524)
3.20 0.008E5491086 (4243525)
3.32 0.004E5491087 (4243526)
3.00 0.003E5491088 (4243527)
1.04 0.004E5491089 (4243528)
2.36 0.005E5491090 (4243529)
2.42 0.008E5491091 (4243530)
2.46 0.012E5491092 (4243531)
2.28 0.012E5491093 (4243532)
2.22 0.006E5491094 (4243533)
2.54 0.009E5491095 (4243534)
2.46 0.006E5491096 (4243535)
1.58 0.009E5491097 (4243536)
1.96 0.005E5491098 (4243537)
0.10 2.10E5491099 (4243538)
2.50 0.010E5491100 (4243539)
3.06 0.060E5491101 (4243540)
3.18 0.003E5491102 (4243541)
2.92 0.004E5491103 (4243542)
2.34 <0.001E5491104 (4243543)
2.14 0.138E5491105 (4243544)
1.14 0.004E5491106 (4243545)
1.90 0.012E5491107 (4243546)
3.24 0.012E5491108 (4243547)
2.00 0.024E5491109 (4243548)
2.72 0.013E5491110 (4243549)
2.28 0.694E5491111 (4243550)
2.80 0.013E5491112 (4243551)
2.58 0.014E5491113 (4243552)
2.18 0.029E5491114 (4243553)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703096

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 05, 2013 DATE REPORTED: Apr 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.28 0.074E5491115 (4243554)
2.42 0.004E5491116 (4243555)
2.10 0.002E5491117 (4243556)
0.10 0.926E5491118 (4243557)
2.22 0.045E5491119 (4243558)
2.22 0.830E5491120 (4243559)
2.30 0.049E5491121 (4243560)
2.38 0.023E5491122 (4243561)
2.36 0.008E5491123 (4243562)
2.38 0.008E5491124 (4243563)
2.34 0.005E5491125 (4243564)
2.40 0.576E5491126 (4243565)
2.48 0.006E5491127 (4243566)
2.30 0.012E5491128 (4243567)
0.88 0.025E5491129 (4243568)
2.36 0.013E5491130 (4243569)
3.12 0.045E5491131 (4243570)
1.98 2.81E5491132 (4243571)
2.02 0.137E5491133 (4243572)
2.46 0.384E5491134 (4243573)
2.42 0.009E5491135 (4243574)
2.46 0.300E5491136 (4243575)
2.62 2.00E5491137 (4243576)
0.10 2.02E5491138 (4243577)
2.64 0.583E5491139 (4243578)
2.30 0.600E5491140 (4243579)
2.08 7.61E5491141 (4243580)
2.42 0.028E5491142 (4243581)
2.24 0.293E5491143 (4243582)
2.02 0.011E5491144 (4243583)
2.28 0.014E5491145 (4243584)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703096

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 05, 2013 DATE REPORTED: Apr 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.38 0.007E5491146 (4243585)
2.84 0.098E5491147 (4243586)
1.06 0.008E5491148 (4243587)
2.16 0.064E5491149 (4243588)
2.14 0.012E5491150 (4243589)
2.56 1.62E5491151 (4243590)
2.84 0.089E5491152 (4243591)
2.96 0.040E5491153 (4243592)
2.08 0.008E5491154 (4243593)
2.54 0.013E5491155 (4243594)
2.48 0.040E5491156 (4243595)
2.56 0.007E5491157 (4243596)
0.10 1.34E5491158 (4243597)
2.56 0.010E5491159 (4243598)
2.36 0.004E5491160 (4243599)
2.70 0.002E5491161 (4243600)
2.28 0.004E5491162 (4243601)
3.02 0.010E5491163 (4243602)
2.10 0.055E5491164 (4243603)
2.70 0.011E5491165 (4243604)
2.54 0.007E5491166 (4243605)
2.34 0.026E5491167 (4243606)
1.14 0.018E5491168 (4243607)
2.78 0.041E5491169 (4243608)
2.38 0.234E5491170 (4243609)
2.36 0.108E5491171 (4243610)
1.68 0.786E5491172 (4243611)
1.96 0.086E5491173 (4243612)
1.60 1.10E5491174 (4243613)
1.10 0.171E5491175 (4243614)
1.92 0.023E5491176 (4243615)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703096

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 05, 2013 DATE REPORTED: Apr 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.70 0.019E5491177 (4243616)
0.10 1.03E5491178 (4243617)
2.50 0.008E5491179 (4243618)
2.24 0.003E5491180 (4243619)
2.18 0.303E5491181 (4243620)
1.48 0.317E5491182 (4243621)
2.26 0.203E5491183 (4243622)
2.30 0.234E5491184 (4243623)
2.08 0.007E5491185 (4243624)
2.12 0.004E5491186 (4243625)
2.64 0.028E5491187 (4243626)
2.84 0.001E5491188 (4243627)
1.22 <0.001E5491189 (4243628)
2.08 0.007E5491190 (4243629)
2.36 0.001E5491191 (4243630)
1.66 0.008E5491192 (4243631)
1.84 <0.001E5491193 (4243632)
2.22 0.002E5491194 (4243633)
1.56 <0.001E5491195 (4243634)
1.66 0.001E5491196 (4243635)
2.16 0.011E5491197 (4243636)
2.64 0.005E5491198 (4243637)
2.02 0.008E5491199 (4243638)
0.10 0.940E5491200 (4243639)
2.24 0.020E5491201 (4243640)
2.22 0.015E5491202 (4243641)
2.04 0.003E5491203 (4243642)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703096

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 05, 2013 DATE REPORTED: Apr 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491084 0.007 0.007 0.0% E5491171 0.108 0.118 8.8% E5491109 0.0243 0.0246 1.2% E5491196 0.001 < 0.001

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491134 0.384 0.241 E5491146 0.007 0.010

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U703096
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (GS7E) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.722 91% 90% - 110% 1.40 1.31 94% 90% - 110% 7.4 6.9 94% 90% - 110% 0.792 0.737 93% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U703096
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U703096

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Apr 17, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U703119AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.04 0.006E5491204 (4243913)
1.02 0.038E5491205 (4243914)
2.66 0.011E5491206 (4243915)
1.52 0.006E5491207 (4243916)
1.18 0.003E5491208 (4243917)
1.94 0.013E5491209 (4243918)
2.42 0.017E5491210 (4243919)
1.10 0.026E5491211 (4243920)
2.62 0.312E5491212 (4243921)
2.82 0.049E5491213 (4243922)
1.02 0.010E5491214 (4243923)
0.82 0.019E5491215 (4243924)
0.10 0.497E5491216 (4243925)
1.64 0.016E5491217 (4243926)
2.22 0.013E5491218 (4243927)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703119

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 05, 2013 DATE REPORTED: Apr 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491204 0.006 0.003 E5491215 0.019 0.028

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U703119
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.755 95% 90% - 110% 7.4 6.9 93% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U703119
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U703119

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Feb 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U686931AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.26 0.094362204 (4121331)
1.50 0.003362205 (4121332)
2.96 0.059362206 (4121333)
2.60 0.127362207 (4121334)
1.70 0.207362208 (4121335)
2.26 0.044362209 (4121336)
1.90 0.067362210 (4121337)
2.02 0.119362211 (4121338)
2.60 0.033362212 (4121339)
1.40 0.012362213 (4121340)
1.26 0.081362214 (4121341)
0.10 6.79362215 (4121342)
2.34 0.076362216 (4121343)
2.86 0.064362217 (4121344)
1.88 0.011362218 (4121345)
1.30 0.054362219 (4121346)
2.44 0.136362220 (4121347)
1.98 0.030362221 (4121348)
1.68 0.023362222 (4121349)
2.56 0.361362223 (4121350)
2.12 2.75362224 (4121351)
1.78 0.048362225 (4121352)
1.82 2.11362226 (4121353)
2.68 0.111362227 (4121354)
2.96 0.134362228 (4121355)
2.04 0.015362229 (4121356)
1.52 0.008362230 (4121357)
1.52 0.025362231 (4121358)
1.78 0.023362232 (4121359)
2.40 0.021362233 (4121360)
2.14 0.018362234 (4121361)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U686931

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 08, 2013 DATE REPORTED: Feb 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.08 8.28362235 (4121362)
2.22 0.468362236 (4121363)
1.78 0.044362237 (4121364)
3.22 0.284362238 (4121365)
1.50 0.055362239 (4121366)
2.82 0.006362240 (4121367)
3.22 0.007362241 (4121368)
1.90 1.80362242 (4121369)
1.20 0.919362243 (4121370)
3.28 0.107362244 (4121371)
1.22 0.006362245 (4121372)
3.10 0.009362246 (4121373)
2.12 0.011362247 (4121374)
1.80 0.057362248 (4121375)
1.96 0.085362249 (4121376)
1.86 0.047362250 (4121377)
2.72 0.553362251 (4121378)
1.54 5.07362252 (4121379)
1.34 0.101362253 (4121380)
2.26 0.577362254 (4121381)
0.10 1.28362255 (4121382)
1.96 0.298362256 (4121384)
1.76 0.012362299 (4121385)
2.52 0.075362300 (4121386)
2.04 0.026362301 (4121387)
2.26 0.009362302 (4121388)
1.66 0.027362303 (4121389)
1.22 0.006362304 (4121390)
1.32 0.002362305 (4121391)
1.30 0.008362306 (4121392)
2.56 0.016362307 (4121393)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U686931

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 08, 2013 DATE REPORTED: Feb 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.58 0.017362308 (4121394)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U686931

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 08, 2013 DATE REPORTED: Feb 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 362216 0.076 0.067 12.6% 362229 0.015 0.012 22.2% 362241 0.0067 0.0061 9.4% 362254 0.577 0.462 22.1%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U686931
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.48 106% 90% - 110% 7.4 7.2 98% 90% - 110% 1.40 1.47 105% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U686931
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U686931

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Feb 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U688960AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.36 0.007362125 (4135529)
2.14 0.010362126 (4135531)
2.30 0.010362127 (4135532)
1.62 0.017362128 (4135533)
2.14 0.036362129 (4135535)
1.96 0.009362130 (4135536)
2.32 0.005362131 (4135538)
3.22 0.121362132 (4135539)
3.16 0.048362133 (4135541)
2.76 0.004362134 (4135542)
0.08 0.980362135 (4135543)
2.64 0.006362136 (4135545)
2.52 0.005362137 (4135546)
2.04 0.003362138 (4135547)
2.58 0.008362139 (4135548)
3.40 0.010362140 (4135549)
3.24 0.005362141 (4135550)
2.20 0.007362142 (4135551)
1.76 0.009362143 (4135552)
3.14 0.008362144 (4135553)
1.06 <0.001362145 (4135554)
2.18 0.001362146 (4135555)
2.02 0.002362147 (4135556)
2.42 0.007362148 (4135557)
2.52 0.001362149 (4135558)
2.76 0.005362150 (4135559)
2.14 0.008362151 (4135560)
2.04 0.042362152 (4135561)
3.20 0.003362153 (4135562)
2.78 0.003362154 (4135563)
0.10 1.12362155 (4135564)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U688960

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 15, 2013 DATE REPORTED: Feb 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.24 0.005362156 (4135565)
3.24 0.004362157 (4135566)
3.32 0.009362158 (4135567)
3.28 0.004362159 (4135568)
3.48 0.013362160 (4135569)
3.18 0.003362161 (4135570)
3.20 0.003362162 (4135571)
3.46 0.004362163 (4135572)
0.94 <0.001362164 (4135573)
3.14 0.024362165 (4135574)
3.24 0.003362166 (4135575)
3.44 0.001362167 (4135576)
3.24 0.003362168 (4135577)
3.32 0.008362169 (4135578)
3.16 0.004362170 (4135579)
3.34 0.006362171 (4135580)
3.50 0.019362172 (4135581)
2.70 0.034362173 (4135582)
2.86 0.281362174 (4135583)
0.08 1.42362175 (4135584)
2.54 0.220362176 (4135585)
2.92 0.619362177 (4135586)
3.28 0.251362178 (4135587)
2.90 0.607362179 (4135588)
3.56 0.173362180 (4135589)
3.22 0.044362181 (4135590)
2.76 0.007362182 (4135591)
2.44 0.008362183 (4135592)
1.64 0.013362184 (4135593)
1.22 0.002362185 (4135594)
2.20 0.013362186 (4135595)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U688960

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 15, 2013 DATE REPORTED: Feb 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.20 0.016362187 (4135596)
3.38 0.009362188 (4135597)
3.24 0.086362189 (4135598)
3.10 0.009362190 (4135599)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U688960

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 15, 2013 DATE REPORTED: Feb 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 362125 0.007 0.009 25.0% 362137 0.005 0.002 362151 0.0082 0.0091 10.4% 362163 0.004 0.004 0.0%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 362176 0.220 0.275 22.2% 362188 0.009 0.054

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U688960
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E) CRM #3 (CM14) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.26 90% 90% - 110% 7.4 7.3 99% 90% - 110% 0.792 0.829 105% 90% - 110% 1.40 1.46 104% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U688960
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U688960

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Mar 08, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U691344AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP 

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.18 0.053362191 (4153526)
2.28 0.033362192 (4153527)
2.92 0.030362193 (4153528)
1.62 0.016362194 (4153529)
0.08 0.942362195 (4153530)
2.66 0.004362196 (4153531)
1.86 0.054362197 (4153532)
2.78 0.082362198 (4153533)
3.20 0.023362199 (4153534)
2.10 0.282362200 (4153535)
2.06 0.053362201 (4153536)
1.90 0.029362202 (4153537)
1.96 0.095362203 (4153538)
1.98 0.004362257 (4153539)
2.02 0.007362258 (4153540)
2.88 0.352362259 (4153541)
3.34 0.003362260 (4153542)
2.88 0.006362261 (4153543)
2.80 0.004362262 (4153544)
2.80 0.001362263 (4153545)
2.36 0.002362264 (4153546)
1.14 <0.001362265 (4153547)
1.82 0.004362266 (4153548)
1.94 0.006362267 (4153549)
2.94 0.007362268 (4153550)
2.78 0.021362269 (4153551)
3.22 0.002362270 (4153552)
2.90 <0.001362271 (4153553)
2.88 <0.001362272 (4153554)
2.84 <0.001362273 (4153555)
3.34 0.002362274 (4153556)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 25, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U691344

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 25, 2013 DATE REPORTED: Mar 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP 

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.08 1.12362275 (4153557)
3.10 0.003362276 (4153558)
2.98 0.003362277 (4153559)
3.06 0.003362278 (4153560)
2.88 0.009362279 (4153561)
3.16 0.016362280 (4153562)
3.00 0.003362281 (4153563)
2.24 <0.001362282 (4153564)
1.76 0.001362283 (4153565)
1.72 0.005362284 (4153566)
1.10 <0.001362285 (4153567)
3.36 0.011362286 (4153568)
3.02 0.003362287 (4153569)
3.20 0.003362288 (4153570)
2.92 0.003362289 (4153571)
2.06 0.003362290 (4153572)
2.06 0.004362291 (4153573)
2.76 0.005362292 (4153574)
2.64 0.014362293 (4153575)
2.96 0.007362294 (4153576)
0.10 1.39362295 (4153577)
2.94 0.008362296 (4153578)
3.18 0.004362297 (4153579)
1.66 0.003362298 (4153580)
1.70 <0.001362309 (4153581)
1.72 0.002362310 (4153582)
2.38 0.006362311 (4153583)
2.04 0.003362312 (4153584)
1.94 0.002362313 (4153585)
1.86 0.003362314 (4153586)
0.10 1.20362315 (4153587)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 25, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U691344

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 25, 2013 DATE REPORTED: Mar 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP 

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.98 0.004362316 (4153588)
2.38 0.005362317 (4153589)
1.52 0.003362318 (4153590)
2.06 0.012362319 (4153591)
1.82 0.002362320 (4153592)
2.10 0.003362321 (4153593)
2.42 0.003362322 (4153594)
1.64 0.007362323 (4153595)
1.90 0.018362324 (4153596)
1.04 0.001362325 (4153597)
0.94 0.007362326 (4153598)
1.10 0.019362327 (4153599)
1.00 0.006362328 (4153600)
3.22 0.005362329 (4153601)
2.08 0.016362330 (4153602)
1.92 0.576362331 (4153603)
1.72 2.97362332 (4153604)
2.54 0.011362333 (4153605)
1.44 0.006362334 (4153606)
0.10 1.39362335 (4153607)
1.84 0.008362336 (4153608)
1.48 0.005362337 (4153609)
2.34 0.006362338 (4153610)
2.02 0.006362339 (4153611)
3.16 0.006362340 (4153612)
2.46 0.006362341 (4153613)
2.34 0.009362342 (4153614)
1.86 0.002362343 (4153615)
1.50 0.004362344 (4153616)
1.22 0.003362345 (4153617)
1.70 0.003362346 (4153618)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 25, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U691344

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 25, 2013 DATE REPORTED: Mar 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP 

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.62 <0.001362347 (4153619)
1.46 0.002362348 (4153620)
1.34 0.004362349 (4153621)
3.02 0.002362350 (4153622)
2.74 <0.001362351 (4153623)
1.68 0.002362352 (4153624)
1.58 0.053362353 (4153625)
3.06 0.144362354 (4153626)
0.10 0.932362355 (4153627)
3.08 0.014362356 (4153628)
2.86 0.003362357 (4153629)
3.36 <0.001362358 (4153630)
3.00 0.015362359 (4153631)
2.82 <0.001362360 (4153632)
3.12 0.003362361 (4153633)
3.14 0.028362362 (4153634)
3.02 0.283362363 (4153635)
3.34 0.475362364 (4153636)
1.42 0.010362365 (4153637)
3.14 0.243362366 (4153638)
3.10 0.055362367 (4153639)
2.42 0.017362368 (4153640)
2.00 0.035362369 (4153641)
2.94 0.039362370 (4153642)
1.98 0.028362371 (4153643)
1.34 0.032362372 (4153644)
2.52 0.373362373 (4153645)
3.02 0.022362374 (4153646)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 25, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U691344

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 25, 2013 DATE REPORTED: Mar 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP 

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 362280 0.016 0.005 362203 0.095 0.084 12.3% 362354 0.144 0.147 2.1% 362366 0.243 0.239 1.7%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 362294 0.007 0.006 15.4% 362316 0.0039 0.0031 22.9%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP 
AGAT WORK ORDER: 13U691344
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E) CRM #3 (CM14) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.36 97% 90% - 110% 7.4 7.5 101% 90% - 110% 0.792 0.757 96% 90% - 110% 1.40 1.47 105% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP 
AGAT WORK ORDER: 13U691344
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U691344

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP 

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Mar 06, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U691382AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.42 0.055362081 (4154771)
1.92 0.012362082 (4154772)
2.80 0.005362083 (4154773)
3.38 0.003362084 (4154774)
1.78 0.002362085 (4154775)
1.14 0.003362086 (4154776)
2.14 0.001362087 (4154777)
2.44 0.007362088 (4154778)
0.94 1.61362089 (4154779)
2.72 0.115362090 (4154780)
2.62 0.157362091 (4154781)
1.92 0.007362092 (4154782)
1.08 0.008362093 (4154783)
1.24 2.39362094 (4154784)
1.92 0.131362095 (4154785)
2.60 0.065362096 (4154786)
1.86 0.007362097 (4154787)
0.90 0.015362098 (4154788)
2.06 0.004362099 (4154789)
0.10 1.19362100 (4154790)
2.22 0.013362101 (4154791)
1.54 0.012362102 (4154792)
1.90 0.014362103 (4154793)
2.08 0.033362104 (4154794)
2.22 0.051362105 (4154795)
2.62 0.016362106 (4154796)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 25, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U691382

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 26, 2013 DATE REPORTED: Mar 06, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 362081 0.055 0.005 362106 0.0157 0.0154 1.9%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U691382
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5f)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.768 97% 90% - 110% 1.40 1.31 93% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U691382
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U691382

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Mar 25, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U697322AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.12 0.011E5491444 (4195301)
2.22 0.023E5491445 (4195302)
1.50 0.011E5491446 (4195303)
1.86 0.264E5491447 (4195304)
1.82 0.116E5491448 (4195305)
1.02 0.003E5491449 (4195306)
2.06 0.120E5491450 (4195307)
3.24 0.382E5491451 (4195308)
1.80 0.203E5491452 (4195309)
3.28 0.135E5491453 (4195310)
2.16 0.387E5491454 (4195311)
2.02 0.020E5491455 (4195312)
3.06 0.012E5491456 (4195313)
2.40 0.034E5491457 (4195314)
1.36 0.031E5491458 (4195315)
0.08 2.01E5491459 (4195316)
2.24 0.011E5491483 (4195317)
2.44 0.010E5491460 (4195318)
2.22 0.010E5491461 (4195319)
2.36 0.014E5491462 (4195320)
1.90 0.068E5491463 (4195321)
1.70 0.634E5491464 (4195322)
1.16 0.710E5491465 (4195323)
3.30 0.675E5491466 (4195324)
2.28 0.065E5491467 (4195325)
2.88 0.098E5491468 (4195326)
1.12 0.011E5491469 (4195327)
2.92 0.438E5491470 (4195328)
1.94 0.011E5491471 (4195329)
1.14 0.026E5491472 (4195330)
2.22 0.018E5491473 (4195331)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U697322

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 15, 2013 DATE REPORTED: Mar 25, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.10 0.035E5491474 (4195332)
1.52 0.232E5491475 (4195333)
3.34 0.421E5491476 (4195334)
2.34 0.282E5491477 (4195335)
1.98 0.799E5491478 (4195336)
0.10 2.12E5491479 (4195337)
1.38 0.559E5491480 (4195338)
2.02 0.211E5491481 (4195339)
2.48 0.137E5491482 (4195340)
3.40 0.043E5491484 (4195345)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U697322

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 15, 2013 DATE REPORTED: Mar 25, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491444 0.011 0.006 E5491456 0.012 0.009 28.6% E5491468 0.098 0.135 E5491478 0.799 0.728 9.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U697322
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.29 92% 90% - 110% 0.792 0.794 100% 90% - 110% 7.4 6.8 92% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U697322
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U697322

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Apr 29, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U706024AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.58 0.147E5491299 (4267932)
2.06 0.219E5491300 (4267933)
1.66 0.008E5491301 (4267934)
1.74 0.046E5491302 (4267935)
1.74 0.296E5491303 (4267936)
2.32 0.110E5491304 (4267937)
2.90 0.015E5491305 (4267938)
2.76 0.088E5491306 (4267939)
2.50 0.195E5491307 (4267940)
1.58 0.033E5491308 (4267941)
0.72 0.003E5491309 (4267942)
1.68 0.004E5491310 (4267943)
3.74 0.008E5491311 (4267944)
1.94 0.036E5491312 (4267945)
1.70 0.007E5491313 (4267946)
2.06 0.012E5491314 (4267947)
2.48 0.008E5491315 (4267949)
1.40 0.008E5491316 (4267950)
2.40 0.012E5491317 (4267951)
1.98 0.007E5491318 (4267952)
0.10 0.996E5491319 (4267953)
1.98 0.009E5491320 (4267954)
2.16 0.007E5491321 (4267955)
1.78 0.021E5491322 (4267956)
3.18 0.010E5491323 (4267957)
1.92 0.001E5491324 (4267959)
2.14 0.002E5491325 (4267960)
2.00 0.002E5491326 (4267961)
2.84 0.010E5491327 (4267962)
2.60 0.013E5491328 (4267963)
1.10 0.002E5491329 (4267964)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 16, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U706024

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 16, 2013 DATE REPORTED: Apr 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.12 0.015E5491330 (4267965)
1.62 0.015E5491331 (4267966)
3.92 0.009E5491332 (4267967)
3.20 0.022E5491333 (4267968)
1.76 0.009E5491334 (4267969)
2.66 0.007E5491335 (4267970)
1.92 0.028E5491336 (4267971)
3.68 0.012E5491337 (4267972)
2.22 0.012E5491338 (4267973)
0.10 0.869E5491339 (4267974)
1.84 0.021E5491340 (4267975)
1.86 0.008E5491341 (4267976)
2.26 0.168E5491342 (4267977)
2.90 0.013E5491343 (4267978)
3.24 0.037E5491344 (4267979)
1.58 0.096E5491345 (4267980)
2.42 2.00E5491346 (4267982)
3.04 0.427E5491347 (4267983)
0.62 0.218E5491348 (4267984)
1.10 0.002E5491349 (4267985)
1.62 0.007E5491350 (4267986)
2.32 0.005E5491351 (4267987)
2.10 0.004E5491352 (4267988)
1.66 0.003E5491353 (4267989)
2.26 0.003E5491354 (4267990)
3.50 0.001E5491355 (4267991)
3.52 0.006E5491356 (4267992)
2.44 0.002E5491357 (4267993)
2.00 <0.001E5491358 (4267994)
0.08 0.494E5491359 (4267995)
2.58 0.015E5491360 (4267996)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 16, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U706024

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 16, 2013 DATE REPORTED: Apr 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.20 0.001E5491361 (4267997)
3.32 0.010E5491362 (4267998)
3.18 0.007E5491363 (4267999)
3.30 0.012E5491364 (4268000)
2.06 0.014E5491365 (4268001)
1.72 0.018E5491366 (4268002)
2.10 1.91E5491367 (4268003)
1.58 0.016E5491368 (4268004)
0.96 0.081E5491369 (4268005)
2.22 0.016E5491370 (4268006)
1.94 0.012E5491371 (4268007)
2.30 0.007E5491372 (4268008)
2.00 0.002E5491373 (4268009)
2.14 0.003E5491374 (4268010)
3.28 0.006E5491375 (4268011)
3.26 0.014E5491376 (4268012)
3.32 0.005E5491377 (4268013)
3.24 0.005E5491378 (4268014)
0.08 1.02E5491379 (4268015)
2.38 0.031E5491380 (4268016)
2.38 0.004E5491381 (4268017)
3.34 0.013E5491382 (4268018)
3.14 0.002E5491383 (4268019)
2.34 0.002E5491384 (4268020)
3.16 <0.001E5491385 (4268021)
3.50 0.001E5491386 (4268022)
3.38 0.022E5491387 (4268023)
3.58 0.008E5491388 (4268024)
0.96 0.002E5491389 (4268025)
2.14 0.003E5491390 (4268026)
2.42 0.005E5491391 (4268027)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 16, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U706024

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 16, 2013 DATE REPORTED: Apr 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.60 0.004E5491392 (4268028)
3.10 0.001E5491393 (4268029)
2.28 0.012E5491394 (4268030)
1.26 0.053E5491395 (4268031)
3.16 0.104E5491396 (4268032)
2.98 0.058E5491397 (4268033)
3.32 0.132E5491398 (4268034)
0.10 0.041E5491399 (4268035)
3.54 0.013E5491400 (4268036)
1.74 0.017E5491401 (4268037)
3.78 0.155E5491402 (4268038)
1.60 0.005E5491403 (4268039)
3.38 0.005E5491404 (4268040)
3.04 0.016E5491405 (4268041)
2.22 1.62E5491406 (4268042)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 16, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U706024

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 16, 2013 DATE REPORTED: Apr 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491299 0.147 0.145 1.4% E5491311 0.008 0.011 E5491324 0.001 0.001 0.0% E5491336 0.028 0.026 7.4%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491349 0.002 0.002 0.0% E5491361 0.001 0.003

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U706024
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14) CRM #3 (1P5F) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.5 101% 90% - 110% 0.792 0.728 92% 90% - 110% 1.40 1.55 110% 90% - 110% 7.4 7.8 105% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U706024
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U706024

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Apr 29, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U707324AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.68 0.124E5491299 (4278064)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 18, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U707324

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 19, 2013 DATE REPORTED: Apr 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5491299 0.124 0.121 2.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U707324
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.5 107% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U707324
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U707324

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Sep 23, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U755328AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.52 0.020E5491485 (4713670)
3.60 0.009E5491486 (4713671)
3.04 0.018E5491487 (4713672)
3.64 0.025E5491488 (4713673)
1.56 0.013E5491489 (4713674)
1.90 0.015E5491490 (4713676)
2.84 0.010E5491491 (4713678)
2.32 0.035E5491492 (4713679)
3.70 0.042E5491493 (4713680)
3.50 0.392E5491494 (4713681)
1.80 0.007E5491495 (4713682)
4.08 0.486E5491496 (4713683)
2.68 0.019E5491497 (4713684)
2.62 0.020E5491498 (4713685)
0.08 0.909E5491499 (4713686)
3.94 0.013E5491500 (4713687)
4.04 0.007E5491501 (4713688)
3.96 0.010E5491502 (4713689)
2.00 0.003E5491503 (4713690)
2.52 0.004E5491504 (4713691)
2.62 0.009E5491505 (4713692)
1.80 0.005E5491506 (4713693)
1.28 0.055E5491507 (4713694)
3.02 0.003E5491508 (4713695)
1.08 0.004E5491509 (4713696)
2.18 0.008E5491510 (4713697)
3.90 0.005E5491511 (4713698)
2.18 0.010E5491512 (4713699)
3.72 0.002E5491513 (4713700)
2.86 0.009E5491514 (4713701)
2.08 0.016E5491515 (4713702)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Sep 06, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U755328

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Sep 06, 2013 DATE REPORTED: Sep 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.20 0.004E5491516 (4713703)
3.90 0.007E5491517 (4713704)
2.48 0.007E5491518 (4713705)
0.08 0.493E5491519 (4713706)
1.88 0.019E5491520 (4713707)
1.58 0.017E5491521 (4713708)
1.62 0.007E5491522 (4713709)
2.02 0.015E5491523 (4713710)
2.24 0.016E5491524 (4713711)
2.68 0.236E5491525 (4713712)
2.36 0.062E5491526 (4713713)
2.26 1.74E5491527 (4713714)
1.14 0.122E5491528 (4713715)
1.12 0.010E5491529 (4713716)
2.26 0.042E5491530 (4713717)
2.54 0.095E5491531 (4713718)
2.38 0.584E5491532 (4713719)
2.80 1.79E5491533 (4713720)
3.16 0.205E5491534 (4713721)
1.60 0.600E5491535 (4713722)
2.98 0.905E5491536 (4713723)
1.76 2.55E5491537 (4713724)
1.84 2.33E5491538 (4713725)
0.10 2.41E5491539 (4713726)
2.44 0.064E5491540 (4713727)
1.94 0.017E5491541 (4713728)
2.82 0.030E5491542 (4713729)
3.12 0.041E5491543 (4713730)
2.02 0.008E5491544 (4713731)
1.86 0.017E5491545 (4713732)
1.82 0.025E5491546 (4713733)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Sep 06, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U755328

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Sep 06, 2013 DATE REPORTED: Sep 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.44 0.016E5491547 (4713734)
1.74 0.026E5491548 (4713735)
1.12 0.064E5491549 (4713736)
2.62 0.027E5491550 (4713737)
2.56 0.034E5491551 (4713738)
2.44 0.014E5491552 (4713739)
2.68 0.017E5491553 (4713740)
2.82 0.015E5491554 (4713741)
1.90 0.017E5491555 (4713742)
2.60 0.008E5491556 (4713743)
2.90 0.139E5491557 (4713744)
2.98 0.029E5491558 (4713745)
0.08 1.03E5491559 (4713746)
3.16 4.28E5491560 (4713747)
2.22 0.043E5491561 (4713748)
0.70 3.16E5491562 (4713749)
2.18 0.155E5491563 (4713750)
1.16 0.116E5491564 (4713751)
1.22 0.022E5491565 (4713752)
2.72 0.014E5491566 (4713753)
2.74 0.005E5491567 (4713754)
2.20 0.007E5491568 (4713755)
1.20 0.006E5491569 (4713756)
2.28 0.010E5491570 (4713757)
3.32 0.007E5491571 (4713758)
1.84 0.007E5491572 (4713759)
1.74 0.009E5491573 (4713760)
2.72 0.007E5491574 (4713761)
1.84 0.027E5491575 (4713762)
2.34 0.015E5491576 (4713763)
3.44 <0.001E5491577 (4713764)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Sep 06, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U755328

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Sep 06, 2013 DATE REPORTED: Sep 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.50 0.067E5491578 (4713765)
0.08 0.486E5491579 (4713766)
3.60 0.043E5491580 (4713767)
1.88 0.023E5491581 (4713768)
1.84 0.088E5491582 (4713769)
1.02 0.016E5491583 (4713770)
2.00 0.037E5491584 (4713771)
2.54 0.014E5491585 (4713772)
3.90 0.009E5491586 (4713773)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Sep 06, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U755328

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Sep 06, 2013 DATE REPORTED: Sep 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491535 0.600 0.625 4.1% E5491497 0.0185 0.0170 8.5% E5491585 0.014 0.013 7.4% E5491522 0.007 0.007 0.0%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5491547 0.0162 0.0179 10.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U755328
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (GS7E) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.1 96% 90% - 110% 7.4 8.2 110% 90% - 110% 1.40 1.33 95% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U755328
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U755328

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP PROJECT

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Mar 28, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U697382AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

2.70 0.007E5489245 (4195828)
1.46 0.146E5489246 (4195829)
3.42 0.002E5489247 (4195830)
3.52 0.008E5489248 (4195831)
3.26 1.93E5489249 (4195832)
1.96 0.497E5489250 (4195833)
1.98 >10 18.2E5489251 (4195834)
1.38 0.040E5489252 (4195835)
3.22 0.062E5489253 (4195836)
3.60 0.037E5489254 (4195837)
3.16 0.056E5489255 (4195838)
3.60 0.013E5489256 (4195839)
3.14 0.072E5489257 (4195840)
2.66 0.353E5489258 (4195841)
2.24 0.052E5489259 (4195842)
1.98 0.010E5489260 (4195843)
0.10 0.893E5489261 (4195844)
3.58 0.094E5489262 (4195845)
3.52 0.030E5489263 (4195846)
3.68 0.088E5489264 (4195847)
3.38 0.012E5489265 (4195848)
3.40 0.008E5489266 (4195849)
2.36 0.004E5489267 (4195850)
3.12 0.740E5489268 (4195851)
3.08 0.014E5489269 (4195852)
2.42 0.011E5489270 (4195853)
0.78 0.010E5489271 (4195854)
3.38 0.004E5489272 (4195855)
3.56 0.048E5489273 (4195856)
2.78 0.009E5489274 (4195857)
2.00 0.020E5489275 (4195858)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U697382

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 15, 2013 DATE REPORTED: Mar 28, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

2.42 0.075E5489276 (4195859)
2.42 0.008E5489277 (4195860)
2.46 0.005E5489278 (4195861)
3.38 0.008E5489279 (4195862)
2.36 0.008E5489280 (4195863)
0.10 0.042E5489281 (4195864)
3.44 0.031E5489282 (4195865)
2.42 0.047E5489283 (4195866)
2.32 0.091E5489284 (4195867)
2.18 0.072E5489285 (4195868)
2.20 0.039E5489286 (4195869)
3.28 0.204E5489287 (4195870)
2.56 0.105E5489288 (4195871)
2.78 0.054E5489289 (4195872)
2.48 0.017E5489290 (4195873)
0.90 0.005E5489291 (4195874)
2.40 0.070E5489292 (4195875)
2.52 0.057E5489293 (4195876)
3.32 0.127E5489294 (4195877)
2.66 0.060E5489295 (4195878)
1.96 0.107E5489296 (4195879)
1.56 0.132E5489297 (4195880)
3.28 0.087E5489298 (4195881)
2.86 0.112E5489299 (4195882)
2.44 0.035E5489300 (4195883)
0.10 2.26E5489301 (4195884)
1.52 0.076E5489302 (4195885)
2.02 0.082E5489303 (4195886)
2.36 0.220E5489304 (4195887)
2.58 0.049E5489305 (4195888)
3.16 0.085E5489306 (4195889)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U697382

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 15, 2013 DATE REPORTED: Mar 28, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.38 0.023E5489307 (4195890)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U697382

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 15, 2013 DATE REPORTED: Mar 28, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489245 0.0072 0.0077 6.7% E5489257 0.0721 0.0664 8.2% E5489270 0.0108 0.0093 14.9% E5489282 0.0305 0.0282 7.8%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489295 0.060 0.077 24.8% E5489307 0.023 0.086

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U697382
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E) CRM #3 (CM14) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.33 95% 90% - 110% 7.4 7.4 100% 90% - 110% 0.792 0.803 101% 90% - 110% 1.40 1.41 101% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U697382
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U697382

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 9

Mar 12, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U692855AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 9

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.14 0.002E5489308 (4162213)
2.82 0.002E5489309 (4162214)
2.30 0.001E5489310 (4162215)
2.38 0.002E5489311 (4162216)
2.18 0.011E5489312 (4162217)
1.44 0.009E5489313 (4162218)
1.00 0.002E5489314 (4162219)
1.74 0.003E5489315 (4162220)
2.38 0.019E5489316 (4162221)
2.84 0.010E5489317 (4162222)
0.90 0.006E5489318 (4162223)
1.78 0.238E5489319 (4162224)
1.52 0.265E5489320 (4162225)
2.06 0.175E5489321 (4162226)
2.42 0.492E5489322 (4162227)
0.10 0.992E5489323 (4162228)
1.78 0.007E5489324 (4162229)
2.58 0.003E5489325 (4162230)
2.14 0.003E5489326 (4162231)
2.56 0.003E5489327 (4162232)
3.20 0.032E5489328 (4162233)
2.38 0.010E5489329 (4162234)
1.72 0.047E5489330 (4162235)
1.50 0.086E5489331 (4162236)
0.84 0.002E5489332 (4162237)
2.68 0.113E5489333 (4162238)
1.34 0.015E5489334 (4162239)
1.74 0.073E5489335 (4162240)
2.10 0.010E5489336 (4162241)
2.66 0.004E5489337 (4162242)
2.92 0.004E5489338 (4162243)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 01, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U692855

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 01, 2013 DATE REPORTED: Mar 12, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.18 0.003E5489339 (4162244)
2.14 0.006E5489340 (4162245)
1.48 0.031E5489341 (4162246)
1.60 0.006E5489342 (4162247)
0.10 2.11E5489343 (4162248)
2.42 0.007E5489344 (4162249)
2.38 0.020E5489345 (4162250)
3.00 0.012E5489346 (4162251)
2.82 0.006E5489347 (4162252)
2.40 0.012E5489348 (4162253)
1.30 0.010E5489349 (4162254)
2.42 0.012E5489350 (4162255)
3.30 0.004E5489351 (4162256)
2.98 0.002E5489352 (4162257)
2.24 0.006E5489353 (4162258)
1.90 0.014E5489354 (4162259)
2.24 0.620E5489355 (4162260)
1.26 0.002E5489356 (4162261)
1.78 0.196E5489357 (4162262)
2.00 0.246E5489358 (4162263)
2.32 0.287E5489359 (4162264)
2.68 0.048E5489360 (4162265)
2.68 0.017E5489361 (4162266)
2.18 0.750E5489362 (4162267)
2.78 1.73E5489363 (4162268)
0.10 6.85E5489364 (4162269)
2.30 4.07E5489365 (4162270)
1.32 1.86E5489366 (4162271)
2.02 1.07E5489367 (4162272)
1.76 0.112E5489368 (4162273)
3.18 0.130E5489369 (4162274)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 01, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U692855

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 01, 2013 DATE REPORTED: Mar 12, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.16 0.423E5489370 (4162275)
2.16 0.116E5489371 (4162276)
2.68 0.172E5489372 (4162277)
1.18 0.002E5489373 (4162278)
2.76 0.009E5489374 (4162279)
1.96 0.018E5489375 (4162280)
1.42 0.005E5489376 (4162281)
3.04 0.006E5489377 (4162282)
3.08 0.002E5489378 (4162283)
3.00 0.005E5489379 (4162284)
2.20 0.019E5489380 (4162285)
1.92 0.006E5489381 (4162286)
2.80 0.703E5489382 (4162287)
0.08 0.942E5489383 (4162288)
3.22 0.005E5489384 (4162289)
2.48 0.006E5489385 (4162290)
2.06 0.005E5489386 (4162291)
2.92 0.103E5489387 (4162292)
1.18 0.011E5489388 (4162293)
2.36 0.023E5489389 (4162294)
2.66 0.089E5489390 (4162295)
1.78 0.012E5489391 (4162296)
3.36 0.004E5489392 (4162297)
3.24 0.005E5489393 (4162298)
3.18 0.002E5489394 (4162299)
0.88 0.001E5489395 (4162300)
3.00 0.003E5489396 (4162301)
2.28 0.004E5489397 (4162302)
2.18 0.005E5489398 (4162303)
2.42 0.003E5489399 (4162304)
1.64 0.015E5489400 (4162305)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 01, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U692855

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 01, 2013 DATE REPORTED: Mar 12, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.96 0.005E5489401 (4162306)
2.24 0.002E5489402 (4162307)
3.12 0.001E5489403 (4162308)
0.08 0.460E5489404 (4162309)
3.32 0.002E5489405 (4162310)
3.24 0.006E5489406 (4162311)
3.32 0.044E5489407 (4162312)
2.92 0.113E5489408 (4162313)
2.96 0.099E5489409 (4162314)
2.44 0.014E5489410 (4162315)
1.84 1.31E5489411 (4162316)
2.86 0.956E5489412 (4162317)
2.76 1.88E5489413 (4162318)
1.16 0.015E5489414 (4162319)
2.08 0.024E5489415 (4162320)
2.90 0.003E5489416 (4162321)
2.08 0.002E5489417 (4162322)
2.48 0.004E5489418 (4162323)
3.18 0.004E5489419 (4162324)
3.04 0.003E5489420 (4162325)
3.06 0.005E5489421 (4162326)
3.14 0.010E5489422 (4162327)
3.12 0.010E5489423 (4162328)
0.10 0.970E5489424 (4162329)
2.60 0.008E5489425 (4162330)
2.12 0.004E5489426 (4162331)
1.58 0.004E5489427 (4162332)
2.34 0.003E5489428 (4162333)
1.94 0.004E5489429 (4162334)
2.36 0.008E5489430 (4162335)
2.20 0.004E5489431 (4162336)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 01, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U692855

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 01, 2013 DATE REPORTED: Mar 12, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.08 0.004E5489432 (4162337)
2.88 0.006E5489433 (4162338)
0.80 0.004E5489434 (4162339)
2.06 0.002E5489435 (4162340)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 01, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U692855

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 01, 2013 DATE REPORTED: Mar 12, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 6 of 9



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489308 0.002 0.002 0.0% E5489320 0.265 0.247 7.0% E5489333 0.113 0.026 E5489345 0.020 0.012

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489358 0.246 0.269 8.9% E5489370 0.423 0.389 8.4% E5489384 0.005 0.005 0.0% E5489396 0.0029 0.0022 27.5%

REPLICATE #9 REPLICATE #10 REPLICATE #11

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489408 0.113 0.103 9.3% E5489420 0.003 0.003 0.0% E5489433 0.0056 0.0051 9.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U692855
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 9



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (1P5F) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.763 96% 90% - 110% 7.4 7.6 103% 90% - 110% 1.40 1.54 110% 90% - 110% 0.792 0.778 98% 90% - 110%

CRM #5 (GS7E) CRM #6 (1P5F) CRM #7 (CM14) CRM #8 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.3 98% 90% - 110% 1.40 1.5 107% 90% - 110% 0.792 0.866 109% 90% - 110% 7.4 7 94% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U692855
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 8 of 9



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U692855

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 9 of 9



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Apr 05, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U700828AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.12 0.004E5489436 (4226886)
2.18 <0.001E5489437 (4226887)
2.20 0.009E5489438 (4226888)
3.04 0.002E5489439 (4226889)
3.20 0.002E5489440 (4226890)
3.52 0.002E5489441 (4226891)
3.26 <0.001E5489442 (4226892)
3.22 <0.001E5489443 (4226893)
0.08 0.045E5489444 (4226894)
3.38 0.006E5489445 (4226895)
2.10 <0.001E5489446 (4226896)
2.02 0.003E5489447 (4226897)
2.16 0.002E5489448 (4226898)
1.64 0.003E5489449 (4226899)
2.42 0.005E5489450 (4226900)
2.30 0.007E5489451 (4226901)
2.26 0.003E5489452 (4226902)
2.28 0.002E5489453 (4226903)
3.40 0.002E5489454 (4226904)
1.14 <0.001E5489455 (4226905)
3.34 0.002E5489456 (4226906)
3.60 0.005E5489457 (4226907)
3.30 <0.001E5489458 (4226908)
2.14 0.001E5489459 (4226909)
1.60 0.007E5489460 (4226910)
2.90 0.003E5489461 (4226911)
3.04 0.015E5489462 (4226912)
3.42 0.008E5489463 (4226913)
3.36 0.004E5489464 (4226914)
0.10 0.826E5489465 (4226915)
3.14 0.198E5489466 (4226916)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U700828

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 28, 2013 DATE REPORTED: Apr 05, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.46 0.408E5489467 (4226917)
2.96 0.090E5489468 (4226918)
3.26 0.076E5489469 (4226919)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U700828

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 28, 2013 DATE REPORTED: Apr 05, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489436 0.0037 0.0033 11.4% E5489448 0.002 < 0.001 E5489462 0.015 0.016 6.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U700828
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.821 104% 90% - 110% 1.40 1.41 101% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U700828
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U700828

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Apr 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U706054AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.66 0.003E5489470 (4268266)
0.94 0.003E5489471 (4268267)
0.92 0.010E5489472 (4268268)
2.98 0.003E5489473 (4268269)
2.10 0.003E5489474 (4268270)
0.10 0.041E5489475 (4268271)
2.26 0.003E5489476 (4268272)
1.78 <0.001E5489477 (4268273)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 16, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U706054

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 16, 2013 DATE REPORTED: Apr 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5489470 0.0026 0.0021 21.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U706054
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.53 110% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U706054
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U706054

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Mar 28, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U699098AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.44 0.005E5491219 (4211463)
2.22 0.003E5491220 (4211464)
2.90 0.002E5491221 (4211465)
1.88 0.001E5491222 (4211466)
3.20 0.003E5491223 (4211467)
3.54 0.003E5491224 (4211468)
1.92 0.003E5491225 (4211469)
1.84 0.004E5491226 (4211470)
2.88 0.003E5491227 (4211471)
3.52 0.008E5491228 (4211472)
3.42 0.007E5491229 (4211473)
1.04 0.002E5491230 (4211474)
3.50 0.009E5491231 (4211475)
3.44 0.020E5491232 (4211476)
3.54 0.004E5491233 (4211477)
3.82 0.004E5491234 (4211478)
3.60 0.011E5491235 (4211479)
3.10 0.005E5491236 (4211480)
3.34 0.004E5491237 (4211481)
3.28 0.006E5491238 (4211482)
2.02 0.009E5491239 (4211483)
1.70 0.004E5491240 (4211484)
0.10 0.451E5491241 (4211485)
2.78 0.004E5491242 (4211486)
3.42 0.003E5491243 (4211487)
0.84 0.127E5491244 (4211488)
1.12 0.300E5491245 (4211489)
1.46 0.046E5491246 (4211490)
3.78 0.007E5491247 (4211491)
3.02 0.011E5491248 (4211492)
1.64 0.037E5491249 (4211493)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 22, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U699098

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 22, 2013 DATE REPORTED: Mar 28, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.92 0.003E5491250 (4211494)
1.74 0.008E5491251 (4211495)
3.08 0.014E5491252 (4211496)
3.34 0.014E5491253 (4211497)
3.14 0.022E5491254 (4211498)
2.18 0.149E5491255 (4211499)
1.28 0.020E5491256 (4211500)
1.60 0.103E5491257 (4211501)
3.52 0.027E5491258 (4211502)
2.64 0.012E5491259 (4211503)
0.10 0.040E5491260 (4211504)
2.36 0.017E5491261 (4211505)
1.84 0.038E5491262 (4211506)
1.76 0.010E5491263 (4211507)
2.48 0.015E5491264 (4211508)
1.56 0.035E5491265 (4211509)
1.78 0.045E5491266 (4211510)
2.26 0.009E5491267 (4211511)
1.98 0.091E5491268 (4211512)
2.38 2.95E5491269 (4211513)
1.64 0.878E5491270 (4211514)
1.16 0.006E5491271 (4211515)
0.70 2.46E5491272 (4211516)
3.00 0.133E5491273 (4211517)
1.74 0.011E5491274 (4211518)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 22, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U699098

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 22, 2013 DATE REPORTED: Mar 28, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491219 0.005 0.003 E5491231 0.009 0.014 E5491244 0.127 0.110 14.3% E5491256 0.0195 0.0180 8.0%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5491269 2.95 2.84 3.8%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U699098
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F) CRM #3 (CM14) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.7 104% 90% - 110% 1.40 1.41 101% 90% - 110% 0.792 0.713 90% 90% - 110% 1.40 1.43 102% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U699098
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U699098

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Apr 24, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U706050AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.12 0.017E5491275 (4268228)
2.34 0.002E5491276 (4268229)
1.90 0.004E5491277 (4268230)
1.90 0.002E5491278 (4268231)
2.64 0.008E5491279 (4268232)
1.62 0.002E5491280 (4268233)
2.66 0.019E5491281 (4268234)
1.20 0.006E5491282 (4268235)
1.68 0.013E5491283 (4268236)
1.66 0.019E5491284 (4268237)
1.14 0.002E5491285 (4268238)
1.68 0.016E5491286 (4268239)
2.58 0.081E5491287 (4268241)
2.04 0.086E5491288 (4268242)
1.46 0.007E5491289 (4268243)
1.72 0.003E5491290 (4268244)
3.00 0.016E5491291 (4268245)
2.54 0.010E5491292 (4268246)
1.44 0.002E5491293 (4268247)
1.46 0.005E5491294 (4268248)
0.10 0.833E5491295 (4268249)
1.88 0.005E5491296 (4268250)
2.80 0.002E5491297 (4268251)
1.94 0.002E5491298 (4268252)
NRC NRCE5491299 (4268253)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 16, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U706050

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 16, 2013 DATE REPORTED: Apr 24, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491275 0.017 0.005 E5491287 0.081 0.084 3.6% E5491298 0.002 0.035

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U706050
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.763 96% 90% - 110% 7.4 7.5 102% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U706050
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U706050

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Apr 22, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U706033AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.68 0.031E5489478 (4268080)
2.68 0.249E5489479 (4268081)
1.78 0.005E5489480 (4268082)
1.66 1.20E5489481 (4268083)
2.10 0.093E5489482 (4268084)
2.38 0.017E5489483 (4268085)
2.54 0.008E5489484 (4268086)
2.70 0.033E5489485 (4268087)
2.40 0.048E5489486 (4268088)
1.96 0.352E5489487 (4268089)
1.80 0.385E5489488 (4268090)
0.92 0.006E5489489 (4268091)
1.86 0.008E5489490 (4268092)
2.62 0.025E5489491 (4268093)
2.82 0.006E5489492 (4268094)
2.50 0.008E5489493 (4268095)
2.96 0.124E5489494 (4268096)
2.88 0.068E5489495 (4268097)
1.92 0.603E5489496 (4268098)
1.52 0.027E5489497 (4268099)
1.88 0.095E5489498 (4268100)
3.10 0.006E5489499 (4268101)
1.22 0.003E5489500 (4268102)
2.96 0.006E5489501 (4268103)
3.12 0.015E5489502 (4268104)
2.94 0.010E5489503 (4268105)
2.92 0.006E5489504 (4268106)
2.96 0.007E5489505 (4268107)
2.80 0.022E5489506 (4268108)
2.96 0.375E5489507 (4268109)
2.58 0.015E5489508 (4268110)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 16, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U706033

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 16, 2013 DATE REPORTED: Apr 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.10 0.506E5489509 (4268111)
2.60 0.135E5489510 (4268112)
2.88 0.274E5489511 (4268113)
2.38 0.381E5489512 (4268114)
1.38 0.438E5489513 (4268115)
1.94 0.590E5489514 (4268116)
2.86 0.003E5489515 (4268117)
1.86 0.023E5489516 (4268118)
3.00 0.450E5489517 (4268119)
2.78 0.077E5489518 (4268120)
1.24 0.001E5489519 (4268121)
2.34 8.31E5489520 (4268122)
2.54 0.136E5489521 (4268123)
3.06 0.121E5489522 (4268124)
3.04 0.758E5489523 (4268125)
2.80 0.447E5489524 (4268126)
1.92 0.009E5489525 (4268127)
2.26 0.212E5489526 (4268128)
2.10 0.605E5489527 (4268129)
1.98 0.096E5489528 (4268130)
0.10 0.955E5489529 (4268131)
2.26 0.066E5489530 (4268132)
2.02 0.038E5489531 (4268133)
2.08 0.053E5489532 (4268134)
2.62 0.154E5489533 (4268135)
2.90 0.301E5489534 (4268136)
2.86 0.021E5489535 (4268137)
2.88 0.226E5489536 (4268138)
3.08 0.018E5489537 (4268139)
3.10 0.003E5489538 (4268140)
1.00 0.001E5489539 (4268141)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 16, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U706033

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 16, 2013 DATE REPORTED: Apr 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.68 0.002E5489540 (4268142)
2.90 0.052E5489541 (4268143)
2.96 0.539E5489542 (4268144)
2.80 0.082E5489543 (4268145)
3.08 0.008E5489544 (4268146)
2.50 0.002E5489545 (4268147)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 16, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U706033

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 16, 2013 DATE REPORTED: Apr 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489478 0.031 0.022 E5489490 0.0075 0.0063 17.4% E5489503 0.0095 0.0083 13.5% E5489515 0.003 0.003 0.0%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489528 0.0957 0.0898 6.4% E5489540 0.002 0.003

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U706033
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F) CRM #3 (CM14) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7 95% 90% - 110% 1.40 1.44 103% 90% - 110% 0.792 0.789 100% 90% - 110% 7.4 7.2 97% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U706033
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U706033

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Sep 19, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U755334AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.70 0.087E5489563 (4713795)
4.02 0.004E5489564 (4713796)
3.84 0.048E5489565 (4713797)
3.80 0.010E5489566 (4713798)
3.92 0.006E5489567 (4713799)
3.98 0.363E5489568 (4713800)
3.64 0.031E5489569 (4713801)
3.54 0.015E5489570 (4713802)
0.10 0.871E5489571 (4713803)
1.92 0.088E5489572 (4713804)
2.62 0.951E5489573 (4713805)
2.86 0.355E5489574 (4713806)
2.92 0.019E5489575 (4713807)
3.14 0.163E5489576 (4713808)
1.90 1.22E5489577 (4713809)
1.54 0.326E5489578 (4713810)
3.62 0.025E5489579 (4713811)
1.68 0.002E5489580 (4713812)
3.88 0.009E5489581 (4713813)
1.12 0.020E5489582 (4713814)
2.52 0.012E5489583 (4713815)
2.36 0.181E5489584 (4713816)
1.90 0.059E5489585 (4713817)
1.24 1.56E5489586 (4713818)
3.42 1.16E5489587 (4713819)
1.50 0.281E5489588 (4713820)
0.08 0.473E5489589 (4713821)
2.62 0.020E5489590 (4713822)
2.12 0.024E5489591 (4713823)
2.54 0.039E5489592 (4713824)
1.80 0.022E5489593 (4713825)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Sep 06, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U755334

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Sep 06, 2013 DATE REPORTED: Sep 19, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.42 0.012E5489594 (4713826)
1.30 0.043E5489595 (4713827)
2.56 0.026E5489596 (4713828)
2.36 0.015E5489597 (4713829)
2.22 0.019E5489598 (4713830)
2.78 0.013E5489599 (4713831)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Sep 06, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U755334

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Sep 06, 2013 DATE REPORTED: Sep 19, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489563 0.087 0.093 6.7% E5489575 0.0192 0.0182 5.3% E5489588 0.281 0.376 28.9%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U755334
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F) CRM #3 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.4 100% 90% - 110% 1.40 1.38 99% 90% - 110% 0.792 0.785 99% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U755334
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U755334

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP PROJECT

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Sep 18, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U753170AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.60 0.057E5491587 (4698892)
2.24 0.004E5491588 (4698893)
3.36 7.77E5491589 (4698894)
2.20 >10 17.8E5491590 (4698895)
2.06 5.21E5491591 (4698896)
2.10 8.94E5491592 (4698897)
1.74 0.146E5491593 (4698898)
1.20 6.72E5491594 (4698899)
1.22 0.012E5491595 (4698900)
2.76 1.29E5491596 (4698901)
1.00 0.735E5491597 (4698902)
2.72 0.514E5491598 (4698903)
2.06 0.390E5491599 (4698904)
1.70 0.110E5491600 (4698905)
1.88 0.013E5491601 (4698906)
1.98 0.036E5491602 (4698907)
1.84 0.083E5491603 (4698908)
0.72 0.028E5491604 (4698909)
0.10 0.848E5491605 (4698910)
1.28 0.410E5491606 (4698911)
1.90 0.055E5491607 (4698912)
2.24 0.114E5491608 (4698913)
2.08 0.129E5491609 (4698915)
2.10 0.088E5491610 (4698916)
2.36 0.030E5491611 (4698917)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 30, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U753170

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 30, 2013 DATE REPORTED: Sep 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5491587 0.057 0.060 5.1%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U753170
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 7.6 103% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U753170
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U753170

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP PROJECT

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Sep 19, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U755356AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.02 0.004E5489600 (4713979)
3.34 1.10E5489601 (4713980)
2.40 0.006E5489602 (4713981)
3.54 0.010E5489603 (4713982)
2.00 0.003E5489604 (4713983)
1.14 0.002E5489605 (4713984)
1.94 0.052E5489606 (4713985)
1.78 0.250E5489607 (4713986)
3.06 0.020E5489608 (4713987)
2.44 0.007E5489609 (4713988)
3.84 0.017E5489610 (4713989)
1.50 0.039E5489611 (4713990)
1.98 0.253E5489612 (4713991)
0.10 2.20E5489613 (4713992)
2.22 0.199E5489614 (4713993)
4.02 <0.001E5489615 (4713994)
3.84 0.008E5489616 (4713995)
2.64 0.016E5489617 (4713996)
1.40 0.015E5489618 (4713997)
3.90 0.012E5489619 (4713998)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Sep 06, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U755356

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Sep 06, 2013 DATE REPORTED: Sep 19, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489600 0.004 0.004 0.0% E5489612 0.253 0.226 11.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U755356
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 8.2 110% 90% - 110% 0.792 0.74 93% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U755356
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U755356

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP PROJECT

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Apr 16, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U703060AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.62 0.013E5491638 (4242739)
1.20 0.073E5491639 (4242740)
3.26 0.003E5491640 (4242741)
2.48 0.076E5491641 (4242742)
1.82 0.528E5491642 (4242743)
1.14 0.374E5491643 (4242744)
1.42 0.063E5491644 (4242745)
1.30 0.700E5491645 (4242746)
1.92 0.628E5491646 (4242747)
1.14 0.174E5491647 (4242748)
1.20 0.123E5491648 (4242749)
0.10 6.70E5491649 (4242750)
1.42 0.253E5491650 (4242751)
3.04 0.783E5491651 (4242752)
1.26 0.091E5491652 (4242753)
1.46 0.035E5491653 (4242754)
1.02 0.027E5491654 (4242755)
1.66 0.027E5491655 (4242756)
2.32 0.007E5491656 (4242757)
2.74 0.003E5491657 (4242758)
3.10 0.079E5491658 (4242759)
0.92 0.005E5491659 (4242760)
3.50 0.040E5491660 (4242761)
1.94 0.072E5491661 (4242762)
1.12 2.13E5491662 (4242763)
1.20 0.011E5491663 (4242764)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703060

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 04, 2013 DATE REPORTED: Apr 16, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491638 0.013 0.003 E5491650 0.253 0.195 25.9% E5491663 0.0108 0.0082 27.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U703060
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.782 99% 90% - 110% 1.40 1.45 104% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U703060
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U703060

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Sep 17, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U753159AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.80 0.005E5491612 (4698718)
1.98 0.011E5491613 (4698719)
2.70 6.78E5491614 (4698720)
2.40 3.91E5491615 (4698721)
2.20 0.354E5491616 (4698722)
2.40 0.058E5491617 (4698723)
2.04 0.095E5491618 (4698724)
0.98 0.005E5491619 (4698725)
2.36 0.011E5491620 (4698726)
2.26 0.005E5491621 (4698727)
2.72 0.012E5491622 (4698728)
0.98 0.109E5491623 (4698729)
3.32 0.688E5491624 (4698730)
2.14 6.88E5491625 (4698731)
2.34 0.537E5491626 (4698732)
2.20 0.391E5491627 (4698733)
2.92 0.036E5491628 (4698734)
0.08 2.12E5491629 (4698735)
2.50 0.109E5491630 (4698736)
2.92 0.014E5491631 (4698737)
2.00 0.041E5491632 (4698738)
1.94 0.008E5491633 (4698739)
1.96 0.023E5491634 (4698740)
1.82 0.372E5491635 (4698741)
1.74 0.258E5491636 (4698742)
3.46 0.020E5491637 (4698743)
2.88 0.007E5491664 (4698744)
2.82 0.649E5491665 (4698745)
2.78 0.126E5491666 (4698746)
2.06 0.127E5491667 (4698747)
1.14 0.005E5491668 (4698748)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 30, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U753159

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 30, 2013 DATE REPORTED: Sep 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.10 1.00E5491669 (4698749)
3.50 0.029E5491670 (4698750)
3.58 0.006E5491671 (4698751)
3.68 0.004E5491672 (4698752)
2.84 0.003E5491673 (4698753)
3.68 0.007E5491674 (4698754)
2.96 0.009E5491675 (4698755)
2.40 0.049E5491676 (4698756)
1.98 0.004E5491677 (4698757)
2.72 0.030E5491678 (4698758)
1.08 0.007E5491679 (4698759)
2.22 0.156E5491680 (4698760)
3.10 0.176E5491681 (4698761)
1.16 0.208E5491682 (4698762)
3.60 0.121E5491683 (4698763)
1.02 0.008E5491684 (4698764)
3.68 0.013E5491685 (4698765)
3.54 0.009E5491686 (4698766)
4.08 0.038E5491687 (4698767)
3.06 0.004E5491688 (4698768)
0.10 1.40E5491689 (4698769)
2.30 0.016E5491690 (4698770)
2.00 0.013E5491691 (4698771)
2.62 0.008E5491692 (4698772)
2.48 0.012E5491693 (4698773)
2.26 0.013E5491694 (4698774)
3.30 0.009E5491695 (4698775)
2.44 0.089E5491696 (4698776)
1.74 0.087E5491697 (4698777)
1.94 0.163E5491698 (4698778)
1.20 0.004E5491699 (4698779)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 30, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U753159

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 30, 2013 DATE REPORTED: Sep 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.64 0.030E5491700 (4698780)
3.50 0.025E5491701 (4698781)
3.46 0.038E5491702 (4698782)
2.58 0.015E5491703 (4698783)
2.18 0.042E5491704 (4698784)
2.10 0.005E5491705 (4698785)
3.86 0.021E5491706 (4698786)
2.64 0.078E5491707 (4698787)
2.20 0.051E5491708 (4698788)
0.10 0.954E5491709 (4698789)
2.84 0.012E5491710 (4698790)
2.80 0.016E5491711 (4698791)
2.62 0.502E5491712 (4698792)
1.78 0.232E5491713 (4698793)
1.16 0.236E5491714 (4698794)
3.52 0.263E5491715 (4698795)
3.66 0.133E5491716 (4698796)
2.04 0.012E5491717 (4698797)
3.00 0.041E5491718 (4698798)
1.12 0.002E5491719 (4698799)
2.14 0.086E5491720 (4698800)
2.74 0.177E5491721 (4698801)
3.44 0.038E5491722 (4698802)
2.86 0.026E5491723 (4698803)
3.60 0.045E5491724 (4698804)
3.62 0.092E5491725 (4698805)
2.62 0.068E5491726 (4698806)
2.42 0.041E5491727 (4698807)
2.40 0.121E5491728 (4698808)
0.10 0.042E5491729 (4698809)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 30, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U753159

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 30, 2013 DATE REPORTED: Sep 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 30, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U753159

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 30, 2013 DATE REPORTED: Sep 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

RDL - Reported Detection LimitComments:

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491714 0.236 0.209 12.1% E5491624 0.688 0.633 8.3% E5491664 0.0066 0.0062 6.3% E5491676 0.0489 0.0370 27.7%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491690 0.016 0.016 0.0% E5491701 0.025 0.025 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U753159
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1p5F) CRM #3 (CM14) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.3 98% 90% - 110% 1.40 1.45 103% 90% - 110% 0.792 0.774 98% 90% - 110% 7.4 8.1 109% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U753159
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U753159

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP PROJECT

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Sep 17, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U753162AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.56 0.083E5491730 (4698811)
3.60 0.021E5491731 (4698812)
2.44 0.029E5491732 (4698813)
2.30 0.023E5491733 (4698814)
2.56 0.071E5491734 (4698815)
2.20 0.090E5491735 (4698816)
3.30 0.745E5491736 (4698818)
2.40 0.028E5491737 (4698819)
3.30 0.041E5491738 (4698820)
1.30 0.005E5491739 (4698821)
3.34 0.015E5491740 (4698822)
2.32 0.017E5491741 (4698823)
2.28 0.009E5491742 (4698824)
2.62 0.012E5491743 (4698825)
2.40 0.078E5491744 (4698826)
3.34 0.152E5491745 (4698827)
2.02 0.064E5491746 (4698828)
1.86 0.026E5491747 (4698829)
1.12 0.059E5491748 (4698830)
0.10 2.12E5491749 (4698831)
3.08 8.43E5491750 (4698832)
0.78 0.170E5491751 (4698833)
1.76 0.348E5491752 (4698834)
2.40 0.178E5491753 (4698835)
1.86 0.028E5491754 (4698836)
0.86 0.018E5491755 (4698837)
2.32 0.008E5491756 (4698838)
1.86 0.006E5491757 (4698839)
2.74 0.019E5491758 (4698840)
1.42 0.003E5491759 (4698841)
3.48 0.005E5491760 (4698842)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 30, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U753162

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 30, 2013 DATE REPORTED: Sep 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.48 0.004E5491761 (4698843)
2.38 0.013E5491762 (4698844)
2.36 0.006E5491763 (4698845)
1.86 0.005E5491764 (4698846)
3.44 0.004E5491765 (4698847)
4.08 0.006E5491766 (4698848)
1.88 0.020E5491767 (4698849)
2.04 0.015E5491768 (4698850)
3.22 0.009E5491769 (4698851)
0.10 0.837E5491770 (4698852)
2.38 0.006E5491771 (4698853)
3.68 0.002E5491772 (4698854)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 30, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U753162

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 30, 2013 DATE REPORTED: Sep 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491730 0.083 0.093 11.4% E5491742 0.0088 0.0082 7.1% E5491756 0.008 0.008 0.0% E5491768 0.015 0.014 6.9%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U753162
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (1p5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.795 100% 90% - 110% 7.4 7.6 103% 90% - 110% 1.40 1.27 91% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U753162
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U753162

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP PROJECT

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Sep 06, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U749061AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.66 0.007E5491773 (4668127)
2.42 0.007E5491774 (4668128)
1.58 0.066E5491775 (4668129)
1.46 0.125E5491776 (4668130)
1.70 0.223E5491777 (4668131)
1.18 0.025E5491778 (4668132)
3.84 0.041E5491779 (4668133)
3.52 0.007E5491780 (4668134)
1.08 0.003E5491781 (4668135)
2.36 0.006E5491782 (4668136)
3.18 0.003E5491783 (4668137)
2.32 0.002E5491784 (4668138)
1.68 0.003E5491785 (4668139)
1.68 0.024E5491786 (4668140)
1.80 0.005E5491787 (4668141)
2.20 0.007E5491788 (4668142)
3.34 0.006E5491789 (4668143)
3.60 0.008E5491790 (4668144)
3.62 0.004E5491791 (4668145)
0.08 1.04E5491792 (4668146)
2.56 0.006E5491793 (4668147)
3.56 0.003E5491794 (4668148)
2.74 0.012E5491795 (4668149)
3.74 0.004E5491796 (4668150)
3.02 0.008E5491797 (4668151)
2.74 0.005E5491798 (4668152)
2.88 0.010E5491799 (4668153)
2.62 0.014E5491800 (4668154)
0.98 0.018E5491801 (4668155)
3.66 0.003E5491802 (4668156)
3.72 0.027E5491803 (4668157)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U749061

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 20, 2013 DATE REPORTED: Sep 06, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.94 0.010E5491804 (4668158)
3.26 0.010E5491805 (4668159)
2.40 0.080E5491806 (4668160)
2.32 0.059E5491807 (4668161)
2.02 0.003E5491808 (4668162)
3.66 0.004E5491809 (4668163)
2.24 0.039E5491810 (4668164)
0.10 0.041E5491811 (4668165)
2.38 0.941E5491812 (4668166)
3.76 0.021E5491813 (4668167)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U749061

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 20, 2013 DATE REPORTED: Sep 06, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491773 0.007 0.007 0.0% E5491785 0.003 0.003 0.0% E5491798 0.005 0.005 0.0% E5491810 0.039 0.036 8.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U749061
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1p5F) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.4 100% 90% - 110% 7.4 7.6 102% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U749061
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U749061

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Sep 03, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U748100AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.62 0.012E5489620 (4657448)
1.48 0.005E5489621 (4657449)
3.28 0.017E5489622 (4657450)
3.22 0.081E5489623 (4657451)
3.32 0.016E5489624 (4657452)
2.44 0.006E5489625 (4657453)
1.68 0.010E5489626 (4657454)
2.34 0.025E5489627 (4657455)
2.02 0.057E5489628 (4657456)
0.66 0.006E5489629 (4657457)
3.40 0.006E5489630 (4657458)
3.80 0.047E5489631 (4657459)
3.40 0.010E5489632 (4657460)
2.70 0.006E5489633 (4657461)
0.74 0.014E5489634 (4657462)
2.58 0.013E5489635 (4657463)
1.08 0.831E5489636 (4657464)
3.12 0.010E5489637 (4657465)
2.42 0.020E5489638 (4657466)
0.10 2.04E5489639 (4657467)
3.72 0.013E5489640 (4657468)
2.68 2.83E5489641 (4657469)
1.70 9.60E5489642 (4657470)
1.62 0.163E5489643 (4657471)
1.78 0.799E5489644 (4657472)
2.18 0.043E5489645 (4657473)
2.22 0.022E5489646 (4657474)
2.24 0.028E5489647 (4657475)
1.88 0.014E5489648 (4657476)
0.66 0.014E5489649 (4657477)
2.40 0.025E5489650 (4657478)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748100

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 03, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.22 0.016E5489651 (4657479)
2.44 0.016E5489652 (4657480)
1.22 0.021E5489653 (4657481)
2.18 0.013E5489654 (4657482)
3.28 0.063E5489655 (4657483)
2.14 4.70E5489656 (4657484)
2.46 3.04E5489657 (4657485)
2.14 0.106E5489658 (4657486)
3.20 0.043E5489659 (4657487)
2.54 0.133E5489660 (4657488)
0.08 0.047E5489661 (4657489)
3.02 0.040E5489662 (4657490)
2.70 0.156E5489663 (4657491)
1.96 0.034E5489664 (4657492)
1.72 0.124E5489665 (4657493)
2.02 0.158E5489666 (4657494)
2.06 0.423E5489667 (4657495)
0.96 0.059E5489668 (4657496)
5.78 0.134E5489669 (4657497)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748100

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 03, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489620 0.012 0.009 28.6% E5489632 0.0100 0.0093 7.3% E5489646 0.022 0.021 4.7% E5489659 0.043 0.036 17.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748100
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.51 108% 90% - 110% 0.792 0.771 97% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748100
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U748100

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 9

Apr 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U705263AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 9

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.66 0.011E5487296 (4260807)
3.46 0.014E5487297 (4260808)
0.10 1.25E5487298 (4260809)
3.22 0.007E5487299 (4260810)
3.38 0.016E5487300 (4260811)
2.94 0.004E5487301 (4260812)
2.76 0.003E5487302 (4260813)
3.02 0.006E5487303 (4260814)
2.92 0.017E5487304 (4260815)
3.06 0.015E5487305 (4260816)
2.92 0.012E5487306 (4260817)
2.02 0.003E5487307 (4260818)
1.14 0.001E5487308 (4260819)
2.28 0.007E5487309 (4260820)
2.50 0.003E5487310 (4260821)
2.20 0.045E5487311 (4260822)
1.64 0.004E5487312 (4260823)
1.64 0.002E5487313 (4260824)
1.32 0.003E5487314 (4260825)
2.58 0.004E5487315 (4260826)
2.92 0.029E5487316 (4260827)
2.62 0.009E5487317 (4260828)
0.10 0.995E5487318 (4260829)
2.88 0.004E5487319 (4260830)
2.32 0.007E5487320 (4260831)
3.30 0.006E5487321 (4260832)
3.40 0.071E5487322 (4260833)
3.50 0.010E5487323 (4260834)
3.42 0.045E5487324 (4260835)
3.66 0.783E5487325 (4260836)
3.44 0.014E5487326 (4260837)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705263

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.40 0.072E5487327 (4260838)
3.52 0.004E5487328 (4260839)
1.20 0.006E5487329 (4260841)
2.22 0.012E5487330 (4260842)
2.44 0.016E5487331 (4260843)
2.30 0.013E5487332 (4260844)
1.36 0.004E5487333 (4260845)
2.64 0.007E5487334 (4260846)
1.66 0.508E5487335 (4260847)
1.24 0.080E5487336 (4260848)
0.92 1.13E5487337 (4260849)
0.10 3.95E5487338 (4260850)
2.26 0.038E5487339 (4260851)
2.46 0.023E5487340 (4260852)
2.54 0.021E5487341 (4260853)
2.22 0.123E5487342 (4260854)
2.28 0.259E5487343 (4260855)
1.62 0.022E5487344 (4260856)
2.14 0.015E5487345 (4260857)
1.80 0.004E5487346 (4260858)
2.26 0.004E5487347 (4260859)
3.42 0.005E5487348 (4260861)
1.14 0.002E5487349 (4260862)
3.70 0.017E5487350 (4260863)
3.78 0.011E5487351 (4260864)
3.56 0.613E5487352 (4260865)
3.38 0.007E5487353 (4260866)
2.96 0.012E5487354 (4260867)
2.36 0.010E5487355 (4260868)
2.46 0.008E5487356 (4260869)
2.64 0.005E5487357 (4260870)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705263

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.10 0.883E5487358 (4260871)
3.36 0.016E5487359 (4260872)
3.40 0.005E5487360 (4260873)
3.38 0.005E5487361 (4260874)
3.44 0.023E5487362 (4260875)
2.24 0.005E5487363 (4260877)
2.58 0.005E5487364 (4260878)
1.92 0.010E5487365 (4260879)
1.84 0.030E5487366 (4260880)
2.06 0.019E5487367 (4260881)
1.74 0.016E5487368 (4260882)
1.16 0.005E5487369 (4260883)
2.26 0.060E5487370 (4260884)
1.76 0.014E5487371 (4260885)
1.78 0.006E5487372 (4260886)
2.38 0.014E5487373 (4260887)
2.56 0.071E5487374 (4260888)
2.18 0.010E5487375 (4260889)
2.38 0.008E5487376 (4260890)
2.60 0.009E5487377 (4260891)
0.10 0.994E5487378 (4260892)
2.02 0.017E5487379 (4260893)
2.64 0.099E5487380 (4260895)
2.46 0.092E5487381 (4260896)
2.20 0.023E5487382 (4260897)
1.70 0.009E5487383 (4260898)
1.66 0.012E5487384 (4260899)
3.18 0.010E5487385 (4260900)
3.52 0.010E5487386 (4260901)
3.46 0.007E5487387 (4260902)
0.96 0.007E5487388 (4260903)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705263

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.94 0.011E5487389 (4260904)
2.36 0.009E5487390 (4260905)
1.32 0.007E5487391 (4260906)
2.16 0.008E5487392 (4260907)
2.52 0.014E5487393 (4260908)
1.84 0.275E5487394 (4260909)
2.36 0.017E5487395 (4260911)
0.84 0.009E5487396 (4260912)
0.10 1.51E5487397 (4260913)
2.42 0.010E5487398 (4260914)
3.36 0.011E5487399 (4260915)
2.08 0.010E5487400 (4260916)
1.70 0.021E5487401 (4260917)
2.72 0.007E5487402 (4260918)
3.22 0.014E5487403 (4260919)
2.32 0.075E5487404 (4260920)
2.34 0.107E5487405 (4260921)
2.16 0.016E5487406 (4260922)
1.84 0.006E5487407 (4260923)
1.02 0.006E5487408 (4260924)
2.08 0.043E5487409 (4260925)
2.14 0.589E5487410 (4260927)
2.28 0.568E5487411 (4260928)
2.30 1.17E5487412 (4260929)
0.96 2.09E5487413 (4260930)
2.20 0.890E5487414 (4260931)
1.34 0.640E5487415 (4260932)
2.38 3.22E5487416 (4261622)
1.76 2.34E5487417 (4261623)
2.68 0.659E5487418 (4261624)
0.10 0.987E5487419 (4261625)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705263

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 9



RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705263

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 6 of 9



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487296 0.011 0.012 8.7% E5487308 0.001 0.001 0.0% 4260832 0.006 0.004 E5487333 0.004 0.004 0.0%

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487346 0.004 0.005 22.2% E5487359 0.016 0.015 6.5% E5487371 0.014 0.011 24.0% E5487383 0.009 0.010 10.5%

REPLICATE #9 REPLICATE #10

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487395 0.0170 0.0179 5.2% E5487407 0.006 0.006 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U705263
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 9



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (GS7E) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.26 90% 90% - 110% 0.792 0.869 110% 90% - 110% 7.4 8 108% 90% - 110% 1.40 1.53 110% 90% - 110%

CRM #5 (GS7E) CRM #6 (1P5F) CRM #7 (CM14) CRM #8 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.6 103% 90% - 110% 1.40 1.52 109% 90% - 110% 0.792 0.737 93% 90% - 110% 7.4 7.9 107% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U705263
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 8 of 9



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U705263

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 9 of 9



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Feb 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U686253AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.90 0.034365009 (4116736)
1.80 0.012365010 (4116737)
1.62 0.002365011 (4116738)
2.16 <0.001365012 (4116739)
1.26 0.002365013 (4116740)
1.86 0.001365014 (4116741)
2.56 0.001365015 (4116742)
1.98 0.003365016 (4116743)
2.66 <0.001365017 (4116744)
1.78 0.001365018 (4116745)
1.66 <0.001365019 (4116746)
1.98 0.002365020 (4116747)
1.68 0.064365021 (4116748)
2.26 0.255365022 (4116749)
1.98 0.005365023 (4116750)
2.00 0.004365024 (4116751)
2.64 <0.001365025 (4116752)
1.14 0.004365026 (4116753)
2.56 0.002365027 (4116754)
1.68 0.002365028 (4116755)
1.92 0.004365029 (4116756)
0.08 0.040365030 (4116757)
1.48 0.001365031 (4116758)
2.36 0.002365032 (4116759)
2.02 <0.001365033 (4116760)
1.72 <0.001365034 (4116761)
1.66 0.010365035 (4116762)
1.88 0.001365036 (4116763)
1.78 0.001365037 (4116764)
2.20 0.003365038 (4116765)
2.48 0.734365039 (4116766)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 06, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U686253

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 06, 2013 DATE REPORTED: Feb 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.78 0.011365040 (4116767)
1.88 0.004365041 (4116768)
1.80 0.003365042 (4116769)
1.46 0.019365043 (4116771)
1.80 0.008365044 (4116772)
1.82 0.002365045 (4116773)
2.40 0.005365046 (4116774)
2.94 0.003365047 (4116775)
2.68 0.006365048 (4116776)
2.78 0.003365049 (4116777)
0.10 1.01365050 (4116779)
2.34 0.005365051 (4116780)
0.54 0.058365052 (4116781)
2.34 0.006365053 (4116782)
0.78 0.020365054 (4116783)
2.56 0.009365055 (4116784)
1.70 0.005365056 (4116785)
0.64 0.015365057 (4116786)
1.56 0.002365058 (4116787)
0.80 0.007365059 (4116788)
1.36 <0.001365060 (4116790)
2.18 0.017365061 (4116791)
1.78 0.003365062 (4116793)
2.34 0.005365063 (4116794)
2.00 0.020365064 (4116796)
1.88 0.069365065 (4116797)
2.72 0.066365066 (4116799)
1.52 0.031365067 (4116800)
2.08 0.007365068 (4116802)
2.92 0.011365069 (4116803)
0.08 1.13365070 (4116805)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 06, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U686253

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 06, 2013 DATE REPORTED: Feb 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.02 0.005365071 (4116806)
1.62 0.009365072 (4116807)
2.88 0.073365073 (4116809)
1.26 4.85365074 (4116810)
2.06 0.017365075 (4116812)
2.06 0.154365076 (4116814)
1.64 0.021365077 (4116815)
1.74 0.064365078 (4116816)
2.32 0.071365079 (4116817)
1.52 0.002365080 (4116818)
2.00 0.569365081 (4116819)
1.88 0.004365082 (4116820)
1.78 0.018365083 (4116821)
2.14 0.003365084 (4116822)
1.94 0.059365085 (4116823)
2.40 0.043365086 (4116824)
2.08 0.007365087 (4116825)
1.26 0.013365088 (4116826)
1.56 0.111365089 (4116827)
0.10 0.449365090 (4116828)
2.84 <0.001365091 (4116829)
3.00 0.003365092 (4116830)
2.92 0.003365093 (4116831)
2.56 0.003365094 (4116832)
2.42 0.004365095 (4116833)
1.18 0.007365096 (4116834)
2.28 <0.001365097 (4116835)
2.36 0.059365098 (4116836)
3.14 0.224365099 (4116837)
1.48 <0.001365100 (4116838)
2.14 0.011365101 (4116839)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 06, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U686253

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 06, 2013 DATE REPORTED: Feb 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.30 0.005365102 (4116840)
1.44 0.006365103 (4116841)
1.46 0.016365104 (4116842)
1.94 0.014365105 (4116843)
2.30 0.003365106 (4116844)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 06, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U686253

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 06, 2013 DATE REPORTED: Feb 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 365020 0.002 0.001 365031 0.001 < 0.001 365089 0.111 0.110 0.9% 365046 0.0048 0.0044 8.7%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au 365059 0.007 0.007 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U686253
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (GS7E) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.78 98% 90% - 110% 7.4 7.2 97% 90% - 110% 7.4 7 94% 90% - 110% 0.792 0.757 96% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U686253
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U686253

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Mar 07, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U691364AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.46 0.011E5491060 (4153888)
2.70 0.007E5491061 (4153890)
1.66 0.010E5491062 (4153891)
2.20 0.020E5491063 (4153892)
1.32 0.025E5491064 (4153893)
1.08 0.012E5491065 (4153894)
1.90 0.081E5491066 (4153895)
1.04 0.058E5491067 (4153896)
1.84 0.044E5491068 (4153897)
1.70 0.008E5491069 (4153898)
1.54 0.014E5491070 (4153900)
0.98 0.030E5491071 (4153901)
1.90 0.003E5491072 (4153902)
1.84 0.010E5491073 (4153903)
2.14 0.009E5491074 (4153904)
0.10 0.879E5491075 (4153905)
2.44 0.017E5491076 (4153906)
2.28 0.057E5491077 (4153907)
3.50 0.027E5491078 (4153909)
3.36 0.022E5491079 (4153910)
3.52 0.272E5491080 (4153911)
2.38 0.073E5491081 (4153912)
1.72 0.020E5491082 (4153913)
2.44 0.036E5491083 (4153914)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 25, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U691364

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 25, 2013 DATE REPORTED: Mar 07, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491060 0.0114 0.0120 5.1% E5491072 0.003 0.002

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U691364
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.31 94% 90% - 110% 7.4 7.2 98% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U691364
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U691364

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Feb 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U688948AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.86 0.059365321 (4135474)
2.22 0.703365322 (4135475)
1.88 1.72365323 (4135476)
0.80 1.30365324 (4135477)
2.04 6.00365325 (4135478)
2.24 1.81365326 (4135479)
2.10 0.127365327 (4135480)
2.24 0.081365328 (4135481)
2.10 0.169365329 (4135482)
1.06 0.021365330 (4135483)
2.12 0.091365331 (4135484)
2.26 0.611365332 (4135485)
1.96 0.892365333 (4135486)
2.20 0.032365334 (4135487)
2.10 0.107365335 (4135488)
2.10 0.009362520 (4135489)
0.10 2.18362521 (4135490)
2.64 0.006362522 (4135491)
2.36 0.011362523 (4135492)
2.12 0.005362524 (4135493)
1.78 0.008362525 (4135494)
2.38 0.008362526 (4135495)
2.34 0.865362527 (4135496)
1.90 0.335362528 (4135497)
1.66 0.104362529 (4135498)
1.04 0.008362530 (4135499)
1.92 0.200362531 (4135500)
1.78 0.053362532 (4135501)
1.04 0.087362533 (4135502)
2.06 0.062362534 (4135503)
1.92 0.006362535 (4135504)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U688948

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 15, 2013 DATE REPORTED: Feb 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U688948

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 15, 2013 DATE REPORTED: Feb 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 365321 0.059 0.019 365333 0.892 0.875 1.9% 362530 0.008 0.012

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U688948
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.5 101% 90% - 110% 0.792 0.844 107% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U688948
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U688948

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Feb 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U688948AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.86 0.059365321 (4135474)
2.22 0.703365322 (4135475)
1.88 1.72365323 (4135476)
0.80 1.30365324 (4135477)
2.04 6.00365325 (4135478)
2.24 1.81365326 (4135479)
2.10 0.127365327 (4135480)
2.24 0.081365328 (4135481)
2.10 0.169365329 (4135482)
1.06 0.021365330 (4135483)
2.12 0.091365331 (4135484)
2.26 0.611365332 (4135485)
1.96 0.892365333 (4135486)
2.20 0.032365334 (4135487)
2.10 0.107365335 (4135488)
2.10 0.009362520 (4135489)
0.10 2.18362521 (4135490)
2.64 0.006362522 (4135491)
2.36 0.011362523 (4135492)
2.12 0.005362524 (4135493)
1.78 0.008362525 (4135494)
2.38 0.008362526 (4135495)
2.34 0.865362527 (4135496)
1.90 0.335362528 (4135497)
1.66 0.104362529 (4135498)
1.04 0.008362530 (4135499)
1.92 0.200362531 (4135500)
1.78 0.053362532 (4135501)
1.04 0.087362533 (4135502)
2.06 0.062362534 (4135503)
1.92 0.006362535 (4135504)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U688948

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 15, 2013 DATE REPORTED: Feb 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U688948

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 15, 2013 DATE REPORTED: Feb 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 365321 0.059 0.019 365333 0.892 0.875 1.9% 362530 0.008 0.012

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U688948
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.5 101% 90% - 110% 0.792 0.844 107% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U688948
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U688948

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 12

Mar 18, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U695653AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 12

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.14 0.009365117 (4182553)
3.00 0.012365118 (4182554)
2.18 0.009365119 (4182555)
2.96 0.008365120 (4182556)
1.10 0.014365121 (4182557)
1.26 0.024365122 (4182558)
2.22 0.016365123 (4182559)
2.02 0.005365124 (4182560)
2.22 0.007365125 (4182561)
2.06 0.005365126 (4182562)
3.00 0.010365127 (4182563)
1.46 0.006365128 (4182564)
2.32 0.011365129 (4182565)
1.90 0.011365130 (4182566)
2.14 0.071365131 (4182567)
0.10 0.954365132 (4182568)
3.16 0.055365133 (4182569)
2.96 0.010365134 (4182570)
3.10 0.018365135 (4182571)
2.98 0.042365136 (4182572)
3.22 0.025365137 (4182573)
1.14 0.069365138 (4182574)
2.44 0.033365139 (4182575)
2.76 0.076365140 (4182576)
2.72 0.008365141 (4182577)
3.12 1.31365142 (4182578)
1.06 0.008365143 (4182579)
3.00 0.187365144 (4182580)
3.12 0.067365145 (4182581)
2.96 0.033365146 (4182582)
2.50 0.026365147 (4182583)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U695653

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 11, 2013 DATE REPORTED: Mar 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 12



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.78 0.013365148 (4182584)
2.10 0.043365149 (4182585)
0.08 0.941365150 (4182586)
3.04 0.034365151 (4182587)
1.92 0.008365152 (4182588)
2.08 0.046365336 (4182589)
2.12 0.030365337 (4182590)
2.56 0.025365338 (4182591)
2.54 0.394365339 (4182592)
0.08 0.979365340 (4182593)
1.70 3.49365341 (4182594)
2.90 1.31365342 (4182595)
2.34 0.575365343 (4182596)
1.84 0.605365344 (4182597)
1.92 1.57365345 (4182598)
2.82 0.547365346 (4182599)
2.82 0.279365347 (4182600)
2.60 1.03365348 (4182601)
2.84 0.121365349 (4182602)
1.24 0.011365350 (4182603)
1.94 0.031365351 (4182604)
1.54 0.021365352 (4182605)
2.16 0.018365353 (4182606)
1.86 0.020365354 (4182607)
2.14 0.020365355 (4182608)
2.02 0.022365356 (4182609)
2.30 0.029365357 (4182610)
1.20 0.004365358 (4182611)
1.48 4.45365359 (4182612)
0.08 3.36365360 (4182613)
1.62 1.84365361 (4182614)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U695653

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 11, 2013 DATE REPORTED: Mar 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 12



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.34 0.256365362 (4182615)
2.12 0.012365363 (4182616)
2.74 0.049365364 (4182617)
2.80 0.426365365 (4182618)
1.66 2.62365366 (4182619)
1.78 2.95365367 (4182620)
0.90 2.10365368 (4182621)
2.84 0.319365369 (4182622)
1.42 0.007365370 (4182624)
2.54 0.134365371 (4182625)
2.72 0.116365372 (4182626)
2.36 0.156365373 (4182627)
1.44 0.210365374 (4182628)
2.38 0.485365375 (4182629)
2.34 0.111365376 (4182630)
2.32 0.072365377 (4182631)
2.20 0.019365378 (4182632)
1.90 0.063365379 (4182633)
0.08 0.990365380 (4182634)
1.96 0.097365381 (4182635)
1.94 0.106365382 (4182636)
1.94 0.058365383 (4182637)
1.96 0.052365384 (4182638)
1.44 0.059365385 (4182639)
2.66 0.031365386 (4182640)
1.98 0.048365387 (4182641)
1.00 0.101365388 (4182642)
2.90 0.019365389 (4182643)
1.18 0.002365390 (4182644)
3.22 0.043365391 (4182645)
3.04 0.006365392 (4182646)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U695653

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 11, 2013 DATE REPORTED: Mar 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 12



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.12 0.007365393 (4182647)
2.58 0.010365394 (4182648)
2.86 0.018365395 (4182649)
2.72 0.002365396 (4182650)
1.04 0.002365397 (4182651)
1.12 0.044365398 (4182652)
2.58 0.132365399 (4182653)
0.10 0.959365400 (4182654)
2.08 0.081362401 (4182655)
1.82 0.363362402 (4182656)
1.80 0.199362403 (4182657)
1.96 0.127362404 (4182658)
2.38 0.096362405 (4182659)
2.48 0.078362406 (4182660)
2.04 0.059362407 (4182661)
2.26 0.061362408 (4182662)
1.72 0.024362409 (4182663)
1.14 0.001362410 (4182664)
1.82 0.018362411 (4182665)
2.52 0.010362412 (4182666)
2.16 0.015362413 (4182667)
1.60 0.017362414 (4182668)
1.76 0.025362415 (4182669)
2.08 0.023362416 (4182670)
1.82 0.027362417 (4182671)
2.66 0.020362418 (4182672)
2.88 0.004362419 (4182673)
0.10 1.45362420 (4182674)
2.92 0.012362421 (4182675)
3.00 0.015362422 (4182676)
3.28 0.010362423 (4182677)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U695653

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 11, 2013 DATE REPORTED: Mar 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 12



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.20 0.005362424 (4182678)
1.66 0.007362425 (4182679)
2.28 0.022362426 (4182680)
2.02 0.012362427 (4182681)
2.34 0.004362428 (4182682)
2.18 0.074362429 (4182683)
1.60 0.002362430 (4182684)
1.60 0.004362431 (4182685)
1.78 0.010362432 (4182686)
1.80 0.005362433 (4182687)
1.96 0.040362434 (4182688)
2.98 0.013362435 (4182689)
3.20 0.030362436 (4182690)
2.56 0.056362437 (4182691)
2.48 0.011362438 (4182692)
2.54 0.092362439 (4182693)
2.84 0.010362440 (4182694)
0.10 0.509362441 (4182695)
3.04 0.010362442 (4182696)
2.60 0.287362443 (4182697)
2.86 0.028362444 (4182698)
2.60 0.087362445 (4182699)
2.36 0.060362446 (4182700)
2.46 0.027362447 (4182701)
2.64 0.013362448 (4182702)
1.08 0.003362449 (4182703)
2.50 0.051362450 (4182704)
3.32 0.145362451 (4182705)
3.08 0.337362452 (4182706)
3.26 0.018362453 (4182707)
3.34 0.014362454 (4182708)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U695653

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 11, 2013 DATE REPORTED: Mar 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 6 of 12



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.56 0.011362455 (4182709)
3.50 0.008362456 (4182710)
3.34 0.009362457 (4182711)
3.32 0.010362458 (4182712)
3.48 0.017362459 (4182713)
0.10 0.826362460 (4182714)
3.36 0.015362461 (4182715)
2.54 0.004362462 (4182716)
2.62 0.015362463 (4182717)
1.52 1.20362464 (4182718)
1.50 0.111362465 (4182719)
2.04 0.010362466 (4182720)
1.88 0.219362467 (4182721)
2.28 0.553362468 (4182722)
2.34 0.055362469 (4182723)
1.08 0.018362470 (4182724)
1.04 0.004362471 (4182725)
2.44 0.012362472 (4182726)
2.00 0.027362473 (4182727)
2.04 0.006362474 (4182728)
1.90 0.012362475 (4182729)
2.02 0.072362476 (4182730)
1.78 0.028362477 (4182731)
2.36 0.908362478 (4182732)
2.58 0.015362479 (4182733)
2.18 0.664362480 (4182734)
2.68 0.905362481 (4182735)
0.10 7.79362482 (4182736)
2.18 1.61362483 (4182737)
1.98 0.305362484 (4182738)
2.64 0.049362485 (4182739)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U695653

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 11, 2013 DATE REPORTED: Mar 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 7 of 12



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.44 0.008362486 (4182740)
2.62 0.003362487 (4182741)
2.74 0.004362488 (4182742)
2.10 0.002362489 (4182743)
2.30 0.004362490 (4182744)
0.86 0.022362491 (4182745)
0.94 0.012362492 (4182746)
1.10 0.003362493 (4182747)
1.62 0.013362494 (4182748)
2.26 0.008362495 (4182749)
2.64 0.025362496 (4182750)
2.42 0.005362497 (4182751)
3.14 0.003362498 (4182752)
3.20 0.001362499 (4182753)
0.10 0.996362500 (4182754)
3.08 0.004362501 (4182755)
3.24 0.022362502 (4182756)
3.28 0.001362503 (4182757)
2.96 <0.001362504 (4182758)
3.38 0.003362505 (4182759)
3.14 0.003362506 (4182760)
2.50 0.007362507 (4182761)
3.10 0.023362508 (4182762)
0.90 0.012362509 (4182763)
2.46 0.003362510 (4182764)
2.72 0.013362511 (4182765)
2.64 0.055362512 (4182766)
2.98 0.007362513 (4182767)
3.00 0.011362514 (4182768)
1.68 0.486362515 (4182769)
2.54 0.218362516 (4182770)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U695653

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 11, 2013 DATE REPORTED: Mar 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 8 of 12



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.74 0.047362517 (4182771)
2.36 0.013362518 (4182772)
2.42 0.005362519 (4182773)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U695653

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 11, 2013 DATE REPORTED: Mar 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 9 of 12



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 365117 0.009 0.007 25.0% 365386 0.031 0.031 0.0% 365141 0.008 0.008 0.0% 365336 0.0455 0.0354 25.0%

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 365349 0.121 0.130 7.2% 365361 1.84 1.75 5.0% 362436 0.030 0.026 14.3% 362449 0.003 < 0.001

REPLICATE #9 REPLICATE #10 REPLICATE #11 REPLICATE #12

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 362461 0.0145 0.0132 9.4% 362474 0.0058 0.0075 25.6% 362486 0.008 0.006 28.6% 362499 0.0014 0.0017 19.4%

REPLICATE #13

Parameter Sample ID Original Replicate RPD

Au 362511 0.013 0.003

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U695653
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 10 of 12



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (1P5F) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.735 93% 90% - 110% 7.4 7.2 97% 90% - 110% 1.40 1.3 93% 90% - 110% 0.792 0.713 90% 90% - 110%

CRM #5 (1P5F) CRM #6 (CM14) CRM #7 (GS7E) CRM #8 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.45 103% 90% - 110% 0.792 0.729 92% 90% - 110% 7.4 7.7 104% 90% - 110% 1.40 1.45 103% 90% - 110%

CRM #9 (CM14)

Parameter Expect Actual Recovery Limits

Au 0.792 0.832 105% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U695653
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 11 of 12



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U695653

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 12 of 12



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Mar 05, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U691534AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.80 0.063E5487290 (4154949)
2.98 0.004E5487291 (4154950)
1.28 1.72E5487292 (4154951)
2.30 2.06E5487293 (4154952)
1.52 0.286E5487294 (4154953)
2.28 0.321E5487295 (4154954)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Feb 25, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U691534

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Feb 26, 2013 DATE REPORTED: Mar 05, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5487290 0.063 0.060 4.9%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U691534
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.38 98% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U691534
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U691534

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Mar 22, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U697329AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.14 0.013E5487243 (4195372)
1.42 0.009E5487244 (4195373)
2.24 0.006E5487245 (4195374)
2.24 0.007E5487246 (4195375)
1.98 0.024E5487247 (4195376)
2.54 0.013E5487248 (4195377)
2.46 0.032E5487249 (4195378)
1.00 0.002E5487250 (4195379)
2.32 0.008E5487251 (4195380)
2.20 0.078E5487252 (4195381)
2.30 0.070E5487253 (4195382)
2.42 0.038E5487254 (4195383)
1.64 0.384E5487255 (4195384)
2.96 0.118E5487256 (4195386)
2.08 1.36E5487257 (4195387)
0.08 3.75E5487258 (4195388)
2.04 0.024E5487259 (4195389)
2.72 0.055E5487260 (4195390)
1.62 0.613E5487261 (4195391)
2.62 0.101E5487262 (4195392)
2.28 0.068E5487263 (4195393)
2.44 0.175E5487264 (4195394)
2.90 0.042E5487265 (4195395)
2.78 0.068E5487266 (4195396)
2.48 0.040E5487267 (4195397)
1.80 0.026E5487268 (4195398)
1.18 0.002E5487269 (4195399)
1.50 0.023E5487270 (4195400)
3.58 0.184E5487271 (4195401)
4.00 0.080E5487272 (4195402)
2.88 0.136E5487273 (4195403)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U697329

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 15, 2013 DATE REPORTED: Mar 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.26 0.067E5487274 (4195404)
2.64 0.018E5487275 (4195405)
2.94 0.018E5487276 (4195406)
2.22 0.024E5487277 (4195407)
2.50 0.038E5487278 (4195408)
0.10 0.876E5487279 (4195409)
3.66 0.009E5487280 (4195410)
3.08 0.005E5487281 (4195411)
3.28 0.004E5487282 (4195412)
2.78 0.005E5487283 (4195413)
4.54 0.002E5487284 (4195414)
3.92 0.002E5487285 (4195415)
3.80 0.003E5487286 (4195416)
1.14 0.004E5487287 (4195417)
3.66 0.004E5487288 (4195418)
3.12 0.009E5487289 (4195419)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 15, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U697329

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 15, 2013 DATE REPORTED: Mar 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487243 0.013 0.012 8.0% E5487255 0.384 0.405 5.3% E5487268 0.026 0.008 E5487280 0.009 0.009 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U697329
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.815 103% 90% - 110% 7.4 7.4 101% 90% - 110% 1.40 1.43 102% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U697329
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U697329

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Mar 08, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U692869AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.36 0.275E5487516 (4162349)
1.14 0.170E5487517 (4162350)
2.34 0.216E5487518 (4162351)
2.82 0.331E5487519 (4162352)
0.96 0.002E5487520 (4162353)
3.02 0.631E5487521 (4162354)
3.30 0.289E5487522 (4162355)
1.42 0.862E5487523 (4162356)
1.66 0.042E5487524 (4162357)
2.16 0.014E5487525 (4162358)
2.12 0.015E5487526 (4162359)
0.10 3.77E5487527 (4162360)
2.02 0.023E5487528 (4162361)
2.20 0.119E5487529 (4162362)
2.06 0.175E5487530 (4162363)
1.96 0.039E5487531 (4162364)
1.90 0.052E5487532 (4162365)
2.14 0.086E5487533 (4162366)
1.78 0.039E5487534 (4162367)
1.20 0.002E5487535 (4162368)
3.02 0.002E5487536 (4162369)
2.90 <0.001E5487537 (4162370)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 01, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U692869

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 01, 2013 DATE REPORTED: Mar 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 5487516 0.275 0.229 18.3% 5487528 0.0229 0.0202 12.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U692869
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.36 97% 90% - 110% 7.4 7.2 98% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U692869
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U692869

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

May 17, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U713937AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.16 0.005E5487420 (4332373)
2.10 0.004E5487421 (4332374)
2.36 0.005E5487422 (4332375)
1.76 0.048E5487423 (4332376)
2.14 2.60E5487424 (4332377)
1.68 0.007E5487425 (4332378)
2.12 0.561E5487426 (4332379)
2.06 0.733E5487427 (4332380)
2.98 0.700E5487428 (4332381)
1.74 0.911E5487429 (4332382)
1.52 0.595E5487430 (4332383)
1.38 0.028E5487431 (4332384)
2.26 0.031E5487432 (4332385)
1.40 0.211E5487433 (4332386)
1.62 0.292E5487434 (4332387)
0.08 1.23E5487435 (4332388)
2.00 1.44E5487436 (4332389)
2.48 0.033E5487437 (4332390)
2.50 0.025E5487438 (4332391)
3.48 0.014E5487439 (4332392)
3.14 0.029E5487440 (4332393)
2.32 0.015E5487441 (4332394)
3.62 0.088E5487442 (4332395)
3.36 0.143E5487443 (4332396)
3.24 0.015E5487444 (4332397)
0.76 0.004E5487445 (4332398)
2.18 0.007E5487446 (4332399)
2.48 0.008E5487447 (4332400)
2.32 0.050E5487448 (4332401)
2.34 0.017E5487449 (4332402)
2.54 0.013E5487450 (4332403)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 10, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U713937

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 10, 2013 DATE REPORTED: May 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.70 0.102E5487451 (4332404)
3.12 0.088E5487452 (4332405)
3.72 0.079E5487453 (4332406)
3.60 0.020E5487454 (4332407)
0.08 1.00E5487455 (4332408)
3.48 0.022E5487456 (4332409)
3.54 0.017E5487457 (4332410)
3.46 0.020E5487458 (4332411)
3.74 0.055E5487459 (4332412)
3.36 0.039E5487460 (4332413)
2.78 0.005E5487461 (4332414)
1.68 0.006E5487462 (4332415)
2.92 0.017E5487463 (4332416)
3.66 0.024E5487464 (4332417)
1.58 0.002E5487465 (4332418)
3.66 0.071E5487466 (4332419)
3.44 0.010E5487467 (4332420)
3.40 0.022E5487468 (4332421)
3.82 0.130E5487469 (4332422)
3.22 0.024E5487470 (4332423)
3.92 0.823E5487471 (4332424)
3.36 0.065E5487472 (4332425)
3.62 0.005E5487473 (4332426)
3.42 0.013E5487474 (4332427)
0.08 1.01E5487475 (4332428)
0.78 0.008E5487476 (4332429)
2.54 0.056E5487477 (4332430)
3.62 0.012E5487478 (4332431)
3.40 0.100E5487479 (4332432)
3.52 0.037E5487480 (4332433)
3.76 0.027E5487481 (4332434)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 10, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U713937

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 10, 2013 DATE REPORTED: May 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.68 0.012E5487482 (4332435)
3.60 0.028E5487483 (4332436)
3.74 0.022E5487484 (4332437)
0.10 0.497E5487485 (4332438)
2.30 0.017E5487486 (4332439)
2.26 0.016E5487487 (4332440)
1.06 0.094E5487488 (4332441)
2.04 0.127E5487489 (4332442)
3.60 0.038E5487490 (4332443)
3.56 0.114E5487491 (4332444)
3.50 0.042E5487492 (4332445)
3.00 0.027E5487493 (4332446)
2.46 0.030E5487494 (4332447)
1.86 0.002E5487495 (4332448)
1.94 1.68E5487496 (4332449)
2.02 0.330E5487497 (4332450)
2.34 0.267E5487498 (4332451)
2.96 0.065E5487499 (4332452)
1.84 0.065E5487500 (4332453)
1.84 0.035E5487501 (4332454)
1.56 0.083E5487502 (4332455)
3.06 0.056E5487503 (4332456)
1.54 0.114E5487504 (4332457)
0.08 0.797E5487505 (4332458)
2.10 0.118E5487506 (4332459)
2.40 0.058E5487507 (4332460)
2.74 0.257E5487508 (4332461)
2.70 0.103E5487509 (4332462)
2.58 0.028E5487510 (4332463)
3.06 0.068E5487511 (4332464)
2.50 0.037E5487512 (4332465)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 10, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U713937

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 10, 2013 DATE REPORTED: May 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.84 0.098E5487513 (4332466)
2.80 0.299E5487514 (4332467)
1.68 0.007E5487515 (4332468)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 10, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U713937

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 10, 2013 DATE REPORTED: May 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487420 0.005 0.019 E5487432 0.031 0.107 E5487445 0.0038 0.0034 11.1% E5487457 0.017 0.014 19.4%

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487470 0.0235 0.0218 7.5% E5487482 0.0124 0.0143 14.2% E5487495 0.002 0.004 E5487507 0.0580 0.0598 3.1%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U713937
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (GS7E) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.47 105% 90% - 110% 0.792 0.842 106% 90% - 110% 7.4 8.2 110% 90% - 110% 1.40 1.34 96% 90% - 110%

CRM #5 (CM14) CRM #6 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.867 109% 90% - 110% 7.4 7.2 97% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U713937
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U713937

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Apr 23, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U705278AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.22 2.95E5487795 (4261268)
2.00 2.68E5487796 (4261269)
2.22 0.852E5487797 (4261270)
2.16 0.050E5487798 (4261271)
1.56 0.387E5487799 (4261272)
0.10 2.18E5487800 (4261273)
1.10 0.232E5487801 (4261274)
0.90 5.15E5487802 (4261275)
3.14 0.734E5487803 (4261276)
1.32 1.35E5487804 (4261277)
2.96 1.37E5487805 (4261278)
1.98 0.330E5487806 (4261279)
2.64 0.057E5487807 (4261280)
2.64 0.110E5487808 (4261281)
2.84 0.031E5487809 (4261282)
1.22 0.006E5487810 (4261283)
1.52 0.010E5487811 (4261284)
3.14 0.002E5487812 (4261285)
2.72 0.020E5487813 (4261286)
1.40 0.017E5487814 (4261287)
1.84 0.002E5487815 (4261288)
1.74 0.006E5487816 (4261289)
3.48 0.004E5487817 (4261290)
1.36 0.003E5487818 (4261291)
1.96 0.005E5487819 (4261292)
0.10 0.946E5487820 (4261293)
1.72 0.014E5487821 (4261294)
2.32 0.006E5487822 (4261295)
2.00 0.003E5487823 (4261296)
2.66 0.006E5487824 (4261297)
1.12 0.010E5487825 (4261298)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705278

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.32 0.039E5487826 (4261299)
2.62 0.011E5487827 (4261300)
2.08 0.008E5487828 (4261301)
1.70 0.020E5487829 (4261302)
1.20 0.002E5487830 (4261303)
1.50 0.067E5487831 (4261304)
2.94 0.010E5487832 (4261305)
2.84 0.005E5487833 (4261306)
2.76 0.011E5487834 (4261307)
3.58 0.020E5487835 (4261308)
2.72 0.157E5487836 (4261309)
3.12 0.005E5487837 (4261310)
1.90 0.007E5487838 (4261311)
1.44 0.024E5487839 (4261312)
0.10 0.461E5487840 (4261313)
1.50 0.003E5487841 (4261314)
2.26 0.004E5487842 (4261315)
2.32 0.006E5487843 (4261316)
3.56 0.233E5487844 (4261317)
3.46 0.002E5487845 (4261318)
3.66 0.016E5487846 (4261319)
3.12 0.004E5487847 (4261320)
3.50 0.003E5487848 (4261321)
3.92 <0.001E5487849 (4261322)
0.74 0.002E5487850 (4261323)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705278

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487795 2.95 3.17 7.2% E5487807 0.057 0.046 21.4% E5487821 0.014 0.010 E5487832 0.010 0.012 18.2%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5487845 0.002 0.002 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U705278
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E) CRM #3 (CM14) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.37 98% 90% - 110% 7.4 8.1 109% 90% - 110% 0.792 0.812 103% 90% - 110% 7.4 7.5 101% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U705278
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U705278

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Apr 29, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U707295AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.92 0.039E5487538 (4277748)
3.86 0.092E5487539 (4277749)
3.34 0.298E5487540 (4277750)
3.52 0.118E5487541 (4277751)
3.26 0.198E5487542 (4277752)
3.02 0.117E5487543 (4277753)
3.16 0.042E5487544 (4277754)
2.08 0.010E5487545 (4277755)
1.82 0.035E5487546 (4277756)
1.66 0.283E5487547 (4277757)
2.14 0.083E5487548 (4277758)
2.52 0.010E5487549 (4277759)
1.04 0.003E5487550 (4277760)
3.36 0.081E5487551 (4277761)
3.42 0.036E5487552 (4277762)
1.74 0.251E5487553 (4277763)
1.92 0.670E5487554 (4277764)
3.18 0.011E5487555 (4277765)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 18, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U707295

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 19, 2013 DATE REPORTED: Apr 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487538 0.039 0.063 E5487550 0.003 0.004 28.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U707295
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.3 98% 90% - 110% 0.792 0.853 108% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U707295
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U707295

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

May 06, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U709898AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.36 0.022E5487556 (4300203)
2.08 0.287E5487557 (4300204)
2.22 0.115E5487558 (4300205)
2.30 0.144E5487559 (4300206)
0.10 0.857E5487560 (4300207)
2.26 0.007E5487561 (4300208)
2.72 0.014E5487562 (4300209)
3.42 0.589E5487563 (4300210)
3.78 0.148E5487564 (4300211)
1.82 0.036E5487565 (4300212)
3.36 0.010E5487566 (4300213)
2.04 0.004E5487567 (4300214)
3.38 0.011E5487568 (4300215)
3.60 0.005E5487569 (4300216)
1.66 <0.001E5487570 (4300217)
3.64 0.092E5487571 (4300218)
3.26 0.015E5487572 (4300219)
1.92 0.007E5487573 (4300220)
0.72 0.063E5487574 (4300221)
1.38 0.116E5487575 (4300222)
2.02 0.021E5487576 (4300223)
3.54 0.016E5487577 (4300224)
3.86 0.083E5487578 (4300225)
3.64 0.029E5487579 (4300226)
3.14 0.015E5487580 (4300227)
0.10 0.039E5487581 (4300228)
3.74 0.060E5487582 (4300229)
2.38 0.041E5487583 (4300230)
1.66 0.001E5487584 (4300231)
3.62 0.032E5487585 (4300232)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709898

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 06, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709898

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 06, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

RDL - Reported Detection LimitComments:

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487556 0.022 0.021 4.7% E5487568 0.0112 0.0141 22.9% E5487582 0.060 0.102

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U709898
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.5 102% 90% - 110% 0.792 0.743 94% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U709898
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U709898

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 10

May 13, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U711833AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 10

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.74 0.558E5487586 (4313205)
3.54 0.046E5487587 (4313206)
3.40 0.046E5487588 (4313207)
3.90 0.155E5487589 (4313208)
1.38 0.013E5487590 (4313209)
2.46 0.169E5487591 (4313210)
2.36 0.024E5487592 (4313211)
2.34 0.093E5487593 (4313212)
2.72 0.019E5487594 (4313213)
3.86 0.059E5487595 (4313214)
2.36 0.168E5487596 (4313215)
1.22 0.691E5487597 (4313216)
2.44 0.022E5487598 (4313217)
2.44 0.028E5487599 (4313219)
0.10 0.990E5487600 (4313220)
2.24 0.020E5487601 (4313221)
2.26 0.013E5487602 (4313222)
2.96 0.010E5487603 (4313223)
3.38 0.009E5487604 (4313224)
2.88 0.015E5487605 (4313225)
2.38 0.021E5487606 (4313226)
2.84 0.016E5487607 (4313227)
2.48 0.008E5487608 (4313228)
4.02 0.011E5487609 (4313229)
1.50 0.002E5487610 (4313230)
3.60 0.043E5487611 (4313231)
3.68 0.044E5487612 (4313232)
1.80 0.024E5487613 (4313234)
3.38 0.032E5487614 (4313235)
2.16 0.061E5487615 (4313236)
3.56 0.011E5487616 (4313237)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711833

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 10



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.40 0.011E5487617 (4313238)
0.38 0.016E5487618 (4313239)
3.24 0.020E5487619 (4313240)
0.10 0.473E5487620 (4313241)
2.72 0.062E5487621 (4313242)
3.00 0.148E5487622 (4313243)
2.04 0.064E5487623 (4313244)
2.10 0.466E5487624 (4313245)
1.56 0.105E5487625 (4313246)
1.88 0.010E5487626 (4313247)
1.22 0.029E5487627 (4313248)
1.98 0.005E5487628 (4313249)
2.68 0.006E5487629 (4313250)
1.14 0.003E5487630 (4313251)
3.04 0.445E5487631 (4313252)
1.66 0.132E5487632 (4313253)
1.76 0.051E5487633 (4313254)
1.56 0.015E5487634 (4313255)
3.42 0.011E5487635 (4313256)
3.20 0.012E5487636 (4313257)
3.68 0.014E5487637 (4313258)
3.70 0.022E5487638 (4313259)
2.64 0.021E5487639 (4313260)
0.10 1.03E5487640 (4313261)
1.22 0.579E5487641 (4313262)
3.36 0.096E5487642 (4313263)
3.52 0.063E5487643 (4313264)
3.66 0.017E5487644 (4313265)
2.98 0.032E5487645 (4313266)
3.04 0.014E5487646 (4313267)
2.96 0.106E5487647 (4313268)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711833

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 10



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.78 1.51E5487648 (4313269)
3.20 0.044E5487649 (4313270)
1.08 0.007E5487650 (4313271)
1.80 0.200E5487651 (4313272)
1.26 0.193E5487652 (4313273)
1.62 0.126E5487653 (4313274)
1.68 0.206E5487654 (4313275)
2.66 0.030E5487655 (4313276)
3.68 0.015E5487656 (4313277)
3.60 0.004E5487657 (4313278)
2.66 0.035E5487658 (4313279)
0.72 0.072E5487659 (4313280)
0.10 0.841E5487660 (4313281)
2.40 0.017E5487661 (4313282)
2.44 0.032E5487662 (4313283)
2.24 0.029E5487663 (4313284)
3.54 0.010E5487664 (4313285)
3.46 0.006E5487665 (4313286)
3.62 0.007E5487666 (4313287)
3.60 0.008E5487667 (4313288)
3.64 0.010E5487668 (4313289)
3.54 0.007E5487669 (4313290)
1.06 0.011E5487670 (4313291)
3.56 0.037E5487671 (4313292)
3.70 0.011E5487672 (4313293)
3.34 0.020E5487673 (4313294)
3.48 0.047E5487674 (4313295)
3.68 0.050E5487675 (4313296)
3.52 0.048E5487676 (4313297)
3.76 0.367E5487677 (4313298)
3.44 0.055E5487678 (4313299)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711833

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 10



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.42 0.039E5487679 (4313300)
0.08 0.041E5487680 (4313301)
3.84 0.239E5487681 (4313302)
3.62 0.024E5487682 (4313303)
1.46 0.219E5487683 (4313304)
3.36 0.034E5487684 (4313306)
2.34 0.056E5487685 (4313307)
3.66 0.029E5487686 (4313308)
3.50 0.291E5487687 (4313309)
3.48 0.033E5487688 (4313310)
3.38 0.035E5487689 (4313311)
1.32 0.004E5487690 (4313312)
3.76 0.202E5487691 (4313313)
4.04 0.102E5487692 (4313314)
2.62 0.065E5487693 (4313315)
2.20 0.243E5487694 (4313316)
2.26 0.289E5487695 (4313317)
3.56 0.141E5487696 (4313318)
3.16 0.729E5487697 (4313319)
3.38 0.034E5487698 (4313320)
3.44 0.020E5487699 (4313321)
3.10 0.052E5487700 (4313322)
0.10 0.998E5487701 (4313323)
2.58 1.07E5487702 (4313324)
1.76 0.064E5487703 (4313325)
2.32 0.061E5487704 (4313326)
3.38 0.012E5487705 (4313327)
3.34 0.024E5487706 (4313328)
1.92 0.057E5487707 (4313329)
0.90 0.120E5487708 (4313330)
2.14 0.201E5487709 (4313332)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711833

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 10



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.30 0.004E5487710 (4313333)
1.78 0.140E5487711 (4313334)
2.80 0.195E5487712 (4313335)
3.56 0.052E5487713 (4313336)
2.08 0.242E5487714 (4313337)
3.32 0.798E5487715 (4313338)
2.28 0.696E5487716 (4313339)
2.22 0.091E5487717 (4313340)
3.50 0.172E5487718 (4313341)
3.38 0.182E5487719 (4313342)
0.10 1.41E5487720 (4313343)
2.80 0.127E5487721 (4313344)
1.94 0.072E5487722 (4313345)
2.38 0.085E5487723 (4313346)
3.64 0.024E5487724 (4313347)
3.72 0.117E5487725 (4313348)
3.76 0.053E5487726 (4313350)
3.60 0.057E5487727 (4313351)
3.80 0.069E5487728 (4313352)
3.58 0.059E5487729 (4313353)
1.18 0.004E5487730 (4313354)
3.36 0.051E5487731 (4313355)
3.44 0.062E5487732 (4313356)
3.50 0.109E5487733 (4313358)
2.86 0.032E5487734 (4313359)
2.84 0.029E5487735 (4313360)
3.40 0.031E5487736 (4313361)
2.54 0.024E5487737 (4313362)
2.50 0.013E5487738 (4313363)
1.98 0.018E5487739 (4313364)
0.10 1.22E5487740 (4313365)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711833

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 6 of 10



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.78 0.061E5487741 (4313366)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711833

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 7 of 10



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487586 0.558 0.527 5.7% E5487597 0.691 0.660 4.6% E5487611 0.043 0.077 E5487621 0.062 0.045

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487636 0.012 0.008 E5487648 1.51 1.44 4.7% E5487661 0.017 0.021 21.1% E5487673 0.0197 0.0192 2.6%

REPLICATE #9 REPLICATE #10 REPLICATE #11 REPLICATE #12

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487686 0.029 0.029 0.0% E5487698 0.034 0.031 9.2% E5487711 0.140 0.149 6.2% E5487723 0.085 0.074 13.8%

REPLICATE #13

Parameter Sample ID Original Replicate RPD

Au E5487736 0.031 0.032 3.2%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711833
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 8 of 10



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (GS7E) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.804 101% 90% - 110% 1.40 1.44 103% 90% - 110% 7.4 7 95% 90% - 110% 0.792 0.832 105% 90% - 110%

CRM #5 (GS7E) CRM #6 (CM14) CRM #7 (1P5F) CRM #8 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.3 99% 90% - 110% 0.792 0.791 100% 90% - 110% 1.40 1.53 109% 90% - 110% 1.40 1.41 101% 90% - 110%

CRM #9 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 7.8 105% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711833
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 9 of 10



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U711833

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 10 of 10



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

May 10, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U711923AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.96 0.042E5487742 (4314405)
2.38 0.015E5487743 (4314406)
3.28 0.013E5487744 (4314407)
2.72 0.027E5487745 (4314408)
2.28 0.031E5487746 (4314409)
1.46 0.031E5487747 (4314410)
2.40 0.066E5487748 (4314411)
1.70 0.024E5487749 (4314412)
1.26 0.011E5487750 (4314413)
1.74 0.032E5487751 (4314414)
1.52 0.039E5487752 (4314415)
1.46 0.046E5487753 (4314416)
2.08 0.024E5487754 (4314417)
1.68 0.031E5487755 (4314418)
2.60 0.021E5487756 (4314419)
1.46 0.019E5487757 (4314420)
2.24 0.052E5487758 (4314421)
1.60 0.121E5487759 (4314422)
0.10 2.32E5487760 (4314423)
2.26 0.931E5487761 (4314424)
1.70 0.289E5487762 (4314425)
2.22 0.206E5487763 (4314426)
1.86 0.438E5487764 (4314427)
1.08 0.510E5487765 (4314428)
3.14 0.741E5487766 (4314429)
2.88 0.409E5487767 (4314430)
2.20 0.406E5487768 (4314431)
1.70 0.347E5487769 (4314432)
1.04 0.005E5487770 (4314433)
3.10 1.00E5487771 (4314434)
3.80 0.040E5487772 (4314435)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711923

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.82 0.086E5487773 (4314436)
1.54 0.028E5487774 (4314437)
3.82 0.038E5487775 (4314438)
2.88 0.047E5487776 (4314439)
1.56 0.053E5487777 (4314440)
2.82 0.082E5487778 (4314441)
2.26 0.142E5487779 (4314442)
0.08 1.35E5487780 (4314443)
3.12 0.023E5487781 (4314444)
2.16 0.072E5487782 (4314445)
2.42 0.031E5487783 (4314446)
3.38 0.057E5487784 (4314447)
3.28 0.412E5487785 (4314448)
3.28 0.105E5487786 (4314449)
3.62 0.078E5487787 (4314450)
3.56 0.095E5487788 (4314451)
3.26 0.314E5487789 (4314452)
0.92 0.004E5487790 (4314453)
1.98 0.278E5487791 (4314454)
1.58 0.268E5487792 (4314455)
2.42 0.658E5487793 (4314456)
2.06 1.27E5487794 (4314457)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711923

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487742 0.042 0.011 E5487754 0.024 0.023 4.3% E5487767 0.409 0.387 5.5% E5487779 0.142 0.119 17.6%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5487792 0.268 0.270 0.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711923
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1p5F) CRM #3 (GS7E) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.4 100% 90% - 110% 1.40 1.37 98% 90% - 110% 7.4 7.5 101% 90% - 110% 0.792 0.76 96% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711923
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U711923

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jun 04, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13T717070AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.38 0.026E5487947 (4364807)
3.38 0.090E5487948 (4364808)
1.38 0.350E5487949 (4364809)
2.90 0.040E5487950 (4364810)
0.88 0.739E5487951 (4364811)
3.22 0.867E5487952 (4364812)
1.62 0.243E5487953 (4364813)
2.94 0.639E5487954 (4364814)
1.50 0.459E5487955 (4364815)
1.16 0.012E5487956 (4364816)
1.74 0.375E5487957 (4364817)
2.54 0.497E5487958 (4364818)
3.00 0.335E5487959 (4364819)
0.90 0.781E5487960 (4364820)
3.16 0.023E5487961 (4364821)
2.60 0.029E5487962 (4364822)
2.42 0.009E5487963 (4364823)
3.06 0.015E5487964 (4364824)
1.54 0.043E5487965 (4364825)
0.10 2.10E5487966 (4364826)
1.80 0.564E5487967 (4364827)
1.70 0.029E5487968 (4364828)
1.58 0.037E5487969 (4364829)
2.46 0.007E5487970 (4364830)
2.46 0.006E5487971 (4364831)
3.52 0.010E5487972 (4364832)
3.74 0.004E5487973 (4364833)
2.02 0.015E5487974 (4364834)
1.86 0.014E5487975 (4364835)
1.12 0.024E5487976 (4364836)
3.50 0.038E5487977 (4364837)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 17, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13T717070

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 21, 2013 DATE REPORTED: Jun 04, 2013 SAMPLE TYPE: Rock           

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 17, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13T717070

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 21, 2013 DATE REPORTED: Jun 04, 2013 SAMPLE TYPE: Rock           

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487947 0.026 0.036 E5487959 0.335 0.341 1.8% E5487972 0.010 0.005

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13T717070
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.29 92% 90% - 110% 0.792 0.75 95% 90% - 110% 7.4 7.3 99% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13T717070
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13T717070

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Ron Cardinall, Certified Assayer - Director - Technical Services (Mining)SOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

May 23, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U714863AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.38 0.030E5487851 (4342043)
0.68 0.020E5487852 (4342044)
2.44 0.014E5487853 (4342045)
1.34 0.016E5487854 (4342046)
1.54 0.001E5487855 (4342047)
3.50 0.005E5487856 (4342048)
2.32 0.013E5487857 (4342049)
1.84 0.003E5487858 (4342050)
2.68 0.004E5487859 (4342051)
2.64 0.016E5487860 (4342052)
3.04 0.008E5487861 (4342053)
2.32 0.013E5487862 (4342054)
1.34 0.008E5487863 (4342055)
2.36 0.014E5487864 (4342056)
0.10 0.950E5487865 (4342057)
2.00 0.011E5487866 (4342058)
1.72 0.008E5487867 (4342059)
3.22 0.065E5487868 (4342060)
2.98 0.012E5487869 (4342061)
1.00 0.466E5487870 (4342062)
1.46 0.281E5487871 (4342063)
1.96 0.006E5487872 (4342064)
1.92 0.018E5487873 (4342065)
1.88 0.059E5487874 (4342066)
1.64 0.010E5487875 (4342067)
2.84 0.013E5487876 (4342068)
3.66 0.012E5487877 (4342069)
4.04 0.031E5487878 (4342070)
3.66 0.319E5487879 (4342071)
3.86 0.358E5487880 (4342072)
3.72 0.087E5487881 (4342073)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U714863

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 14, 2013 DATE REPORTED: May 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.56 0.106E5487882 (4342074)
3.74 0.013E5487883 (4342075)
3.78 0.008E5487884 (4342076)
0.08 1.14E5487885 (4342077)
3.92 0.021E5487886 (4342078)
4.08 0.007E5487887 (4342079)
3.02 0.023E5487888 (4342080)
2.56 0.037E5487889 (4342081)
3.82 0.064E5487890 (4342082)
2.10 1.10E5487891 (4342083)
1.52 0.211E5487892 (4342084)
1.08 0.241E5487893 (4342085)
2.80 0.123E5487894 (4342086)
2.34 0.014E5487895 (4342087)
1.88 0.043E5487896 (4342088)
4.22 0.091E5487897 (4342089)
3.96 0.034E5487898 (4342090)
3.84 0.012E5487899 (4342091)
3.84 0.004E5487900 (4342092)
3.62 0.011E5487901 (4342093)
2.42 0.002E5487902 (4342094)
2.56 0.039E5487903 (4342095)
2.42 0.022E5487904 (4342096)
0.82 2.24E5487905 (4342097)
0.08 2.10E5487906 (4342098)
1.84 0.053E5487907 (4342099)
2.76 0.017E5487908 (4342100)
1.88 0.082E5487909 (4342101)
1.10 0.725E5487910 (4342102)
3.10 0.007E5487911 (4342103)
2.72 0.066E5487912 (4342104)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U714863

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 14, 2013 DATE REPORTED: May 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.40 0.004E5487913 (4342105)
2.00 0.002E5487914 (4342106)
2.16 0.002E5487915 (4342107)
1.02 0.002E5487916 (4342108)
1.80 0.003E5487917 (4342109)
3.32 0.002E5487918 (4342110)
2.14 0.005E5487919 (4342111)
2.42 0.113E5487920 (4342112)
3.22 0.009E5487921 (4342113)
3.68 0.006E5487922 (4342114)
3.68 0.032E5487923 (4342115)
3.68 0.106E5487924 (4342116)
3.72 0.010E5487925 (4342117)
0.10 0.996E5487926 (4342118)
3.90 0.004E5487927 (4342119)
3.70 0.007E5487928 (4342120)
3.72 0.010E5487929 (4342121)
3.46 0.020E5487930 (4342122)
2.96 0.092E5487931 (4342123)
2.26 0.015E5487932 (4342124)
3.56 0.040E5487933 (4342125)
2.34 0.223E5487934 (4342126)
3.60 0.220E5487935 (4342127)
1.98 0.003E5487936 (4342128)
3.64 0.063E5487937 (4342129)
3.34 0.152E5487938 (4342130)
2.72 0.229E5487939 (4342131)
0.80 2.22E5487940 (4342132)
3.42 0.078E5487941 (4342133)
3.24 0.063E5487942 (4342134)
3.32 0.123E5487943 (4342135)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U714863

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 14, 2013 DATE REPORTED: May 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.86 0.059E5487944 (4342137)
2.88 0.046E5487945 (4342138)
0.10 0.489E5487946 (4342140)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U714863

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 14, 2013 DATE REPORTED: May 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487925 0.010 0.010 0.0% E5487937 0.0633 0.0563 11.7% E5487876 0.013 0.008 E5487888 0.023 0.008

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487901 0.011 0.012 8.7% E5487913 0.0042 0.0049 15.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U714863
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (1P5F) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.777 98% 90% - 110% 1.40 1.31 94% 90% - 110% 1.40 1.45 104% 90% - 110% 7.4 7.3 98% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U714863
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U714863

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Ron Cardinall, Certified Assayer - Director - Technical Services (Mining)SOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Jun 10, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U718391AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.60 0.005E5487978 (4379503)
3.96 0.054E5487979 (4379504)
1.56 0.030E5487980 (4379505)
1.92 0.009E5487981 (4379506)
2.76 0.069E5487982 (4379507)
2.26 0.015E5487983 (4379508)
2.40 0.189E5487984 (4379509)
1.58 0.007E5487985 (4379510)
0.10 1.32E5487986 (4379511)
2.96 0.012E5487987 (4379512)
3.72 0.014E5487988 (4379513)
2.84 0.498E5487989 (4379514)
2.36 0.457E5487990 (4379515)
3.62 0.134E5487991 (4379516)
1.64 1.43E5487992 (4379517)
2.42 2.20E5487993 (4379518)
2.26 0.698E5487994 (4379519)
1.70 0.117E5487995 (4379520)
1.30 0.006E5487996 (4379521)
1.04 >10 15.94E5487997 (4379522)
2.28 0.454E5487998 (4379523)
3.28 0.139E5487999 (4379524)
2.72 0.014E5488000 (4379525)
3.00 0.037E5488001 (4379526)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 24, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U718391

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 24, 2013 DATE REPORTED: Jun 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5487978 0.0050 0.0057 13.1% E5487990 0.457 0.472 3.2%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U718391
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.32 94% 90% - 110% 7.4 7.5 101% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U718391
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U718391

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Jun 17, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U719573AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.38 0.302E5488002 (4392564)
1.96 0.009E5488003 (4392565)
1.86 1.15E5488004 (4392566)
0.92 1.26E5488005 (4392567)
0.10 1.96E5488006 (4392568)
3.50 0.065E5488007 (4392569)
1.70 0.053E5488008 (4392570)
2.42 0.022E5488009 (4392571)
2.46 0.028E5488010 (4392572)
2.22 0.012E5488011 (4392573)
2.34 0.088E5488012 (4392574)
3.10 0.210E5488013 (4392575)
2.28 0.052E5488014 (4392576)
2.22 0.018E5488015 (4392578)
1.34 0.004E5488016 (4392579)
2.64 0.017E5488017 (4392580)
2.90 0.004E5488018 (4392581)
2.04 0.006E5488019 (4392582)
3.20 0.003E5488020 (4392583)
3.68 0.004E5488021 (4392584)
3.44 0.017E5488022 (4392586)
2.04 0.050E5488023 (4392587)
3.28 0.029E5488024 (4392588)
2.02 0.009E5488025 (4392589)
0.10 0.853E5488026 (4392590)
2.00 0.004E5488027 (4392591)
2.86 0.006E5488028 (4392592)
1.90 0.007E5488029 (4392593)
3.00 0.298E5488030 (4392594)
3.88 0.044E5488031 (4392595)
3.64 0.017E5488032 (4392596)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U719573

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 28, 2013 DATE REPORTED: Jun 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.62 0.015E5488033 (4392597)
1.96 0.005E5488034 (4392598)
2.12 0.022E5488035 (4392599)
0.10 1.03E5488036 (4392600)
1.52 0.231E5488037 (4392601)
2.90 0.017E5488038 (4392602)
0.98 0.007E5488039 (4392603)
1.44 0.020E5488040 (4392604)
3.08 0.007E5488041 (4392605)
1.82 0.023E5488042 (4392606)
1.32 0.204E5488043 (4392607)
1.54 0.126E5488044 (4392608)
1.90 0.032E5488045 (4392609)
1.82 0.003E5488046 (4392610)
2.24 0.048E5488047 (4392611)
2.24 0.005E5488048 (4392612)
2.80 0.063E5488049 (4392613)
2.94 0.055E5488050 (4392614)
2.04 0.074E5488051 (4392615)
3.14 0.055E5488052 (4392616)
3.54 0.067E5488053 (4392617)
2.34 0.054E5488054 (4392618)
2.54 0.051E5488055 (4392619)
0.10 1.47E5488056 (4392620)
2.00 0.120E5488057 (4392621)
3.02 0.147E5488058 (4392622)
2.58 0.064E5488059 (4392623)
2.42 0.073E5488060 (4392624)
2.60 0.130E5488061 (4392625)
3.18 0.050E5488062 (4392626)
2.84 0.287E5488063 (4392627)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U719573

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 28, 2013 DATE REPORTED: Jun 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.30 0.114E5488064 (4392628)
2.26 0.068E5488065 (4392629)
1.42 0.003E5488066 (4392630)
2.06 0.188E5488067 (4392631)
1.58 0.178E5488068 (4392632)
2.42 0.096E5488069 (4392633)
2.50 0.467E5488070 (4392634)
2.66 0.400E5488071 (4392636)
3.20 1.06E5488072 (4392637)
3.50 1.16E5488073 (4392638)
3.48 1.07E5488074 (4392639)
2.46 1.87E5488075 (4392640)
1.38 1.63E5488076 (4392641)
2.02 1.24E5488077 (4392642)
0.10 0.472E5488078 (4392643)
2.24 0.436E5488079 (4392645)
0.92 8.01E5488080 (4392646)
3.88 0.240E5488081 (4392647)
3.50 0.010E5488082 (4392648)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U719573

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 28, 2013 DATE REPORTED: Jun 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488077 1.24 1.24 0.0% E5488014 0.0520 0.0525 1.0% E5488027 0.0037 0.0029 24.2% E5488041 0.0069 0.0060 14.0%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488052 0.0547 0.0530 3.2% E5488064 0.114 0.109 4.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U719573
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (1P5F) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.36 97% 90% - 110% 1.40 1.32 94% 90% - 110% 1.40 1.49 106% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U719573
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U719573

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 9

Apr 03, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U699091AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 9

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.90 1.31E5488360 (4211170)
1.98 1.36E5488361 (4211171)
2.44 0.764E5488362 (4211172)
2.24 1.27E5488363 (4211173)
1.26 0.012E5488364 (4211174)
2.16 1.55E5488365 (4211175)
2.06 0.929E5488366 (4211176)
2.58 0.355E5488367 (4211177)
1.06 0.404E5488368 (4211178)
2.18 2.06E5488369 (4211179)
2.32 0.282E5488370 (4211180)
2.76 0.435E5488371 (4211181)
2.16 0.015E5488372 (4211182)
2.62 2.13E5488373 (4211183)
0.10 2.24E5488374 (4211184)
2.74 1.46E5488375 (4211185)
2.20 1.06E5488376 (4211186)
3.40 0.086E5488377 (4211187)
3.66 1.68E5488378 (4211188)
3.58 0.205E5488379 (4211189)
3.28 2.34E5488380 (4211190)
3.32 0.037E5488381 (4211191)
3.16 1.07E5488382 (4211192)
2.74 0.056E5488383 (4211193)
1.34 0.014E5488384 (4211194)
2.36 0.013E5488385 (4211195)
1.78 0.007E5488386 (4211196)
3.44 0.034E5488387 (4211197)
3.48 0.105E5488388 (4211198)
3.60 0.039E5488389 (4211199)
3.50 0.014E5488390 (4211200)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 22, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U699091

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 22, 2013 DATE REPORTED: Apr 03, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.30 0.022E5488391 (4211201)
2.56 0.092E5488392 (4211202)
2.14 0.158E5488393 (4211203)
1.18 1.11E5488394 (4211204)
0.10 2.39E5488395 (4211205)
2.22 0.077E5488396 (4211206)
2.60 0.260E5488397 (4211207)
2.62 0.378E5488398 (4211208)
2.10 0.027E5488399 (4211209)
2.08 0.016E5488400 (4211210)
2.76 0.007E5488401 (4211211)
2.56 0.004E5488402 (4211212)
3.20 0.012E5488403 (4211213)
1.50 0.002E5488404 (4211214)
3.48 0.016E5488405 (4211215)
3.22 0.194E5488406 (4211216)
3.20 0.011E5488407 (4211217)
2.06 0.016E5488408 (4211218)
1.86 0.589E5488409 (4211219)
2.70 0.206E5488410 (4211220)
3.16 0.094E5488411 (4211221)
2.52 0.538E5488412 (4211222)
2.24 0.242E5488413 (4211223)
0.10 0.994E5488414 (4211224)
2.16 1.87E5488415 (4211225)
3.42 0.229E5488416 (4211226)
3.10 0.281E5488417 (4211227)
2.94 0.337E5488418 (4211228)
1.58 0.489E5488419 (4211229)
1.26 0.175E5488420 (4211230)
2.60 0.490E5488421 (4211231)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 22, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U699091

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 22, 2013 DATE REPORTED: Apr 03, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.34 0.078E5488422 (4211232)
2.08 0.489E5488423 (4211233)
1.30 0.022E5488424 (4211234)
1.62 0.209E5488425 (4211235)
2.48 0.114E5488426 (4211236)
2.96 0.090E5488427 (4211237)
3.52 0.049E5488428 (4211238)
3.36 0.135E5488429 (4211239)
3.42 0.017E5488430 (4211240)
3.52 0.016E5488431 (4211241)
3.34 0.011E5488432 (4211242)
2.42 0.011E5488433 (4211243)
1.96 0.042E5488434 (4211244)
0.08 3.33E5488435 (4211245)
2.18 1.30E5488436 (4211246)
3.38 0.162E5488437 (4211247)
3.14 0.179E5488438 (4211248)
3.16 0.010E5488439 (4211249)
3.70 0.037E5488440 (4211250)
3.62 0.015E5488441 (4211251)
3.50 0.004E5488442 (4211252)
3.20 0.005E5488443 (4211253)
1.94 0.029E5488444 (4211254)
2.02 1.19E5488445 (4211255)
1.46 0.009E5488446 (4211256)
3.10 0.522E5488447 (4211257)
3.68 0.066E5488448 (4211258)
3.64 0.296E5488449 (4211259)
2.44 0.535E5488450 (4211260)
2.86 0.209E5488451 (4211261)
2.12 0.951E5488452 (4211262)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 22, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U699091

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 22, 2013 DATE REPORTED: Apr 03, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.92 0.285E5488453 (4211263)
2.02 1.31E5488454 (4211264)
0.10 2.43E5488455 (4211265)
1.30 0.056E5488456 (4211266)
2.48 0.102E5488457 (4211267)
3.26 0.071E5488458 (4211268)
2.92 0.061E5488459 (4211269)
3.00 0.070E5488460 (4211270)
3.30 0.736E5488461 (4211271)
1.38 0.132E5488462 (4211272)
1.78 0.045E5488463 (4211273)
1.02 0.003E5488464 (4211274)
3.40 0.024E5488465 (4211275)
3.58 0.133E5488466 (4211276)
3.44 0.447E5488467 (4211277)
3.56 0.056E5488468 (4211278)
3.60 0.098E5488469 (4211279)
2.78 0.588E5488470 (4211280)
2.64 2.04E5488471 (4211281)
1.04 0.142E5488472 (4211282)
3.68 0.134E5488473 (4211283)
0.10 0.478E5488474 (4211284)
3.38 0.033E5488475 (4211285)
3.06 0.085E5488476 (4211286)
3.08 0.042E5488477 (4211287)
3.30 0.009E5488478 (4211288)
2.58 0.012E5488479 (4211289)
2.58 0.104E5488480 (4211290)
3.04 0.007E5488481 (4211291)
2.94 0.020E5488482 (4211292)
1.66 1.05E5488483 (4211293)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 22, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U699091

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 22, 2013 DATE REPORTED: Apr 03, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.90 0.007E5488484 (4211294)
2.32 0.321E5488485 (4211295)
2.64 0.192E5488486 (4211296)
2.80 0.051E5488487 (4211297)
3.24 0.012E5488488 (4211298)
3.24 0.002E5488489 (4211299)
3.22 0.002E5488490 (4211300)
3.20 0.009E5488491 (4211301)
3.70 0.028E5488492 (4211302)
2.20 0.095E5488493 (4211303)
0.10 0.978E5488494 (4211304)
2.80 0.019E5488495 (4211305)
2.26 0.038E5488496 (4211306)
3.50 0.148E5488497 (4211307)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 22, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U699091

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 22, 2013 DATE REPORTED: Apr 03, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 6 of 9



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488360 1.31 1.28 2.3% E5488372 0.015 0.012 22.2% E5488385 0.013 0.013 0.0% E5488397 0.260 0.247 5.1%

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488410 0.206 0.227 9.7% E5488422 0.078 0.083 6.2% E5488436 1.30 1.30 0.0% E5488447 0.522 0.572 9.1%

REPLICATE #9 REPLICATE #10 REPLICATE #11 REPLICATE #12

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488460 0.0699 0.0591 16.7% E5488472 0.142 0.137 3.6% E5488485 0.321 0.321 0.0% E5488497 0.148 0.187 23.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U699091
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 9



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (GS7E) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.798 101% 90% - 110% 1.40 1.39 99% 90% - 110% 7.4 7.6 103% 90% - 110% 0.792 0.803 101% 90% - 110%

CRM #5 (GS7E) CRM #6 (CM14) CRM #7 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.8 105% 90% - 110% 0.792 0.813 103% 90% - 110% 1.40 1.38 98% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U699091
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 8 of 9



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U699091

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 9 of 9



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Apr 11, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U700845AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

4.44 0.035E5488498 (4227041)
0.96 0.068E5488499 (4227042)
3.08 0.145E5488500 (4227043)
3.00 0.056E5488501 (4227044)
3.06 0.242E5488502 (4227045)
1.36 0.022E5488503 (4227046)
3.20 0.094E5488504 (4227047)
3.48 0.120E5488505 (4227048)
1.44 0.078E5488506 (4227049)
1.18 0.246E5488507 (4227050)
2.66 0.076E5488508 (4227051)
2.06 0.110E5488509 (4227052)
2.02 0.066E5488510 (4227053)
1.32 0.040E5488511 (4227054)
3.84 0.166E5488512 (4227055)
2.98 0.235E5488513 (4227056)
0.10 1.04E5488514 (4227057)
3.36 0.079E5488515 (4227058)
3.20 0.032E5488516 (4227059)
1.96 0.007E5488517 (4227060)
2.86 0.015E5488518 (4227061)
1.98 0.034E5488519 (4227062)
2.54 0.030E5488520 (4227063)
3.34 0.020E5488521 (4227064)
3.50 0.020E5488522 (4227065)
1.36 0.053E5488523 (4227066)
1.12 0.001E5488524 (4227067)
2.02 0.049E5488525 (4227068)
2.72 0.028E5488526 (4227069)
2.12 0.014E5488527 (4227070)
2.16 0.026E5488528 (4227071)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U700845

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 28, 2013 DATE REPORTED: Apr 11, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.44 0.202E5488529 (4227072)
3.32 0.052E5488530 (4227073)
3.36 0.025E5488531 (4227074)
3.20 0.009E5488532 (4227075)
3.30 0.016E5488533 (4227076)
0.10 0.490E5488534 (4227077)
3.12 0.077E5488535 (4227078)
1.20 0.048E5488536 (4227079)
3.38 0.059E5488537 (4227080)
2.72 0.035E5488538 (4227081)
3.52 0.055E5488539 (4227082)
3.56 0.047E5488540 (4227083)
3.24 0.029E5488541 (4227084)
3.52 0.024E5488542 (4227085)
3.52 0.032E5488543 (4227086)
0.96 0.003E5488544 (4227087)
3.28 0.015E5488545 (4227088)
3.30 0.073E5488546 (4227089)
3.42 0.047E5488547 (4227090)
3.58 0.318E5488548 (4227091)
3.42 0.320E5488549 (4227092)
3.30 0.040E5488550 (4227093)
3.26 0.022E5488551 (4227094)
2.72 0.065E5488552 (4227095)
2.16 0.018E5488553 (4227096)
2.12 0.103E5488554 (4227097)
0.10 1.04E5488555 (4227098)
3.04 0.070E5488556 (4227099)
3.24 0.751E5488557 (4227100)
1.30 4.32E5488558 (4227101)
3.56 2.89E5488559 (4227102)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U700845

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 28, 2013 DATE REPORTED: Apr 11, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.58 0.652E5488560 (4227103)
3.40 1.04E5488561 (4227104)
3.42 0.901E5488562 (4227105)
2.76 1.19E5488563 (4227106)
1.34 0.003E5488564 (4227107)
1.78 2.00E5488565 (4227108)
2.30 0.102E5488566 (4227109)
2.24 0.017E5488567 (4227110)
3.30 0.046E5488568 (4227111)
1.94 0.054E5488569 (4227112)
3.46 0.039E5488570 (4227113)
3.36 0.073E5488571 (4227114)
3.70 0.083E5488572 (4227115)
3.76 0.033E5488573 (4227116)
0.08 0.856E5488574 (4227117)
1.02 6.65E5488575 (4227118)
1.92 0.066E5488576 (4227119)
3.32 0.913E5488577 (4227120)
2.98 0.016E5488578 (4227121)
2.74 0.008E5488579 (4227122)
2.44 3.59E5488580 (4227123)
2.70 1.39E5488581 (4227124)
3.34 0.343E5488582 (4227125)
2.16 0.115E5488583 (4227126)
1.86 0.469E5488584 (4227127)
1.10 <0.001E5488585 (4227128)
1.92 0.205E5488586 (4227129)

nrc nrcE5488587 (4227130)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U700845

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 28, 2013 DATE REPORTED: Apr 11, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488498 0.035 0.040 13.3% E5488510 0.066 0.067 1.5% E5488523 0.0526 0.0517 1.7% E5488535 0.0766 0.0709 7.7%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488548 0.318 0.302 5.2% E5488560 0.652 0.645 1.1%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U700845
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (1P5F) CRM #3 (GS7E) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.39 99% 90% - 110% 1.40 1.38 99% 90% - 110% 7.4 8.1 109% 90% - 110% 0.792 0.736 93% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U700845
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U700845

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Apr 15, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U703107AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.58 0.303E5488587 (4243768)
2.58 0.242E5488588 (4243769)
2.70 0.009E5488589 (4243770)
2.04 0.016E5488590 (4243771)
2.44 0.064E5488591 (4243772)
3.30 1.83E5488592 (4243773)
3.40 2.18E5488593 (4243774)
0.10 0.897E5488594 (4243775)
0.84 0.145E5488595 (4243776)
3.36 2.37E5488596 (4243777)
3.26 0.822E5488597 (4243778)
2.66 0.739E5488598 (4243779)
2.84 0.073E5488599 (4243780)
3.18 0.016E5488600 (4243781)
2.40 0.006E5488601 (4243782)
3.60 0.004E5488602 (4243783)
2.14 0.082E5488603 (4243784)
2.02 0.117E5488604 (4243785)
2.66 0.736E5488605 (4243786)
1.10 0.003E5488606 (4243787)
3.78 0.603E5488607 (4243788)
3.88 0.067E5488608 (4243789)
3.86 3.94E5488609 (4243790)
3.10 0.675E5488610 (4243791)
3.38 0.178E5488611 (4243792)
3.34 0.128E5488612 (4243794)
1.74 0.204E5488613 (4243795)
0.10 0.887E5488614 (4243796)
3.86 0.872E5488615 (4243797)
2.88 0.597E5488616 (4243798)
2.44 0.458E5488617 (4243799)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703107

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 05, 2013 DATE REPORTED: Apr 15, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.30 1.97E5488618 (4243800)
2.58 0.978E5488619 (4243801)
2.64 0.510E5488620 (4243802)
3.36 1.37E5488621 (4243803)
3.92 0.813E5488622 (4243804)
3.86 0.179E5488623 (4243805)
1.36 0.004E5488624 (4243806)
3.90 0.480E5488625 (4243807)
3.76 0.570E5488626 (4243808)
3.36 1.15E5488627 (4243809)
3.32 0.756E5488628 (4243810)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703107

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 05, 2013 DATE REPORTED: Apr 15, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488587 0.303 0.140 E5488599 0.073 0.100 E5488612 0.128 0.117 9.0% E5488624 0.004 0.004 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U703107
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 6.9 94% 90% - 110% 0.792 0.79 100% 90% - 110% 1.40 1.47 105% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U703107
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U703107

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Apr 29, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U707287AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.78 0.769E5491407 (4277672)
2.48 0.672E5491408 (4277673)
0.92 0.008E5491409 (4277674)
2.34 0.231E5491410 (4277675)
2.26 0.038E5491411 (4277676)
3.16 0.026E5491412 (4277677)
2.20 0.549E5491413 (4277678)
2.96 0.144E5491414 (4277679)
3.34 0.006E5491415 (4277680)
2.76 0.003E5491416 (4277681)
3.42 0.022E5491417 (4277682)
3.26 0.004E5491418 (4277683)
0.10 0.042E5491419 (4277684)
3.60 0.008E5491420 (4277685)
2.60 0.006E5491421 (4277686)
3.20 0.006E5491422 (4277687)
3.42 0.013E5491423 (4277688)
3.52 0.007E5491424 (4277689)
3.58 0.029E5491425 (4277690)
1.70 0.006E5491426 (4277691)
2.44 0.011E5491427 (4277692)
3.40 0.005E5491428 (4277693)
1.04 0.003E5491429 (4277694)
3.78 0.013E5491430 (4277696)
3.70 0.006E5491431 (4277697)
3.48 0.030E5491432 (4277698)
2.10 0.005E5491433 (4277699)
2.70 0.006E5491434 (4277700)
2.78 0.005E5491435 (4277701)
1.76 0.010E5491436 (4277702)
2.10 0.006E5491437 (4277703)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 18, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U707287

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 19, 2013 DATE REPORTED: Apr 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.62 0.015E5491438 (4277704)
0.10 1.16E5491439 (4277705)
1.82 0.006E5491440 (4277706)
2.32 0.012E5491441 (4277707)
2.46 0.011E5491442 (4277708)
2.74 0.021E5491443 (4277709)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 18, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U707287

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 19, 2013 DATE REPORTED: Apr 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491407 0.769 0.763 0.8% E5491420 0.008 0.006 28.6% E5491432 0.030 0.012 E5491443 0.021 0.007

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U707287
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.798 101% 90% - 110% 7.4 7.3 98% 90% - 110% 1.40 1.33 95% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U707287
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U707287

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Apr 29, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U707317AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.46 0.140E5492452 (4277989)
2.36 0.352E5492453 (4277990)
2.22 0.645E5492454 (4277991)
3.42 0.596E5492455 (4277992)
1.00 0.015E5492456 (4277993)
3.44 0.576E5492457 (4277994)
3.42 0.567E5492458 (4277995)
3.30 0.922E5492459 (4277996)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 18, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U707317

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 19, 2013 DATE REPORTED: Apr 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5492452 0.140 0.137 2.2%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U707317
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 7.3 98% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U707317
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U707317

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Apr 16, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U703058AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

1.96 0.819E5488629 (4242590)
1.10 0.317E5488630 (4242591)
2.22 1.39E5488631 (4242592)
2.54 1.58E5488632 (4242593)
1.00 0.028E5488633 (4242594)
1.96 1.65E5488634 (4242595)
2.28 2.24E5488635 (4242596)
2.52 2.26E5488636 (4242597)
3.04 2.06E5488637 (4242598)
2.92 2.75E5488638 (4242599)
2.70 0.821E5488639 (4242600)
2.60 0.654E5488640 (4242601)
0.86 0.708E5488641 (4242602)
2.92 1.31E5488642 (4242603)
0.10 2.30E5488643 (4242604)
2.88 0.678E5488644 (4242605)
2.62 0.218E5488645 (4242606)
2.96 1.75E5488646 (4242607)
2.18 2.44E5488647 (4242608)
2.48 0.148E5488648 (4242609)
2.24 0.053E5488649 (4242610)
2.12 0.005E5488650 (4242611)
2.46 0.010E5488651 (4242612)
2.20 0.427E5488652 (4242613)
1.04 0.002E5488653 (4242614)
1.70 0.993E5488654 (4242615)
1.32 0.506E5488655 (4242616)
1.20 2.14E5488656 (4242617)
1.84 0.771E5488657 (4242618)
2.60 0.068E5488658 (4242619)
3.24 0.210E5488659 (4242620)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703058

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 04, 2013 DATE REPORTED: Apr 16, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

2.84 0.307E5488660 (4242621)
1.80 0.067E5488661 (4242622)
1.36 0.504E5488662 (4242623)
0.08 0.499E5488663 (4242624)
3.06 0.162E5488664 (4242625)
3.22 0.139E5488665 (4242626)
2.52 0.695E5488666 (4242627)
2.34 0.420E5488667 (4242628)
2.30 0.145E5488668 (4242629)
1.94 0.105E5488669 (4242630)
1.96 0.076E5488670 (4242631)
2.04 0.201E5488671 (4242632)
2.68 0.178E5488672 (4242633)
3.06 0.028E5488673 (4242634)
2.82 0.010E5488674 (4242635)
2.96 0.009E5488675 (4242636)
2.76 0.215E5488676 (4242637)
2.62 0.022E5488677 (4242638)
2.86 0.068E5488678 (4242639)
2.94 0.706E5488679 (4242640)
3.02 0.116E5488680 (4242641)
2.88 0.108E5488681 (4242642)
1.18 >10 8.91E5488682 (4242643)
0.08 6.79E5488683 (4242644)
2.96 0.224E5488684 (4242645)
2.80 0.171E5488685 (4242646)
2.68 0.333E5488686 (4242647)
2.06 0.285E5488687 (4242648)
2.54 0.057E5488688 (4242649)
3.28 0.242E5488689 (4242650)
3.18 0.145E5488690 (4242651)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703058

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 04, 2013 DATE REPORTED: Apr 16, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.48 0.229E5488691 (4242652)
2.36 0.879E5488692 (4242653)
1.10 0.006E5488693 (4242654)
2.36 0.251E5488694 (4242655)
3.34 0.202E5488695 (4242656)
3.54 0.259E5488696 (4242657)
3.48 0.220E5488697 (4242658)
2.66 0.063E5488698 (4242659)
3.28 0.106E5488699 (4242660)
2.94 0.510E5488700 (4242661)
1.54 0.770E5488701 (4242662)
0.10 2.19E5488702 (4242663)
3.20 0.051E5488703 (4242664)
3.36 0.056E5488704 (4242665)
3.18 0.726E5488705 (4242666)
3.42 0.268E5488706 (4242667)
3.66 0.402E5488707 (4242668)
3.50 0.022E5488708 (4242669)
2.56 0.158E5488709 (4242670)
2.30 0.541E5488710 (4242671)
1.98 0.571E5488711 (4242672)
1.80 0.165E5488712 (4242673)
2.96 0.029E5488713 (4242674)
1.00 0.004E5488714 (4242675)
3.46 0.051E5488715 (4242676)
1.62 0.967E5488716 (4242677)
3.40 0.031E5488717 (4242678)
3.32 0.289E5488718 (4242679)
3.56 0.010E5488719 (4242680)
3.54 0.013E5488720 (4242681)
3.40 0.005E5488721 (4242682)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703058

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 04, 2013 DATE REPORTED: Apr 16, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.40 0.009E5488722 (4242683)
0.08 0.040E5488723 (4242684)
3.46 0.006E5488724 (4242685)
3.00 0.005E5488725 (4242686)
2.84 0.242E5488726 (4242687)
3.06 0.068E5488727 (4242688)
2.98 0.013E5488728 (4242689)
1.18 0.206E5488729 (4242690)
3.18 0.045E5488730 (4242691)
3.16 0.055E5488731 (4242692)
2.88 0.067E5488732 (4242693)
3.12 0.120E5488733 (4242694)
1.10 0.003E5488734 (4242695)
2.70 0.024E5488735 (4242696)
3.02 0.004E5488736 (4242697)
2.72 0.013E5488737 (4242698)
1.16 0.037E5488738 (4242699)
3.28 0.288E5488739 (4242700)
2.46 0.201E5488740 (4242701)
2.92 0.038E5488741 (4242702)
2.54 0.014E5488742 (4242703)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703058

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 04, 2013 DATE REPORTED: Apr 16, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488629 0.819 0.816 0.4% E5488641 0.708 0.675 4.8% E5488654 0.993 0.916 8.1% E5488666 0.695 0.669 3.8%

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488679 0.706 0.690 2.3% E5488691 0.229 0.222 3.1% E5488704 0.0560 0.0545 2.7% E5488716 0.967 0.976 0.9%

REPLICATE #9 REPLICATE #10

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488729 0.206 0.310 E5488741 0.0383 0.0397 3.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U703058
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (1P5F) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.853 108% 90% - 110% 7.4 7.7 103% 90% - 110% 1.40 1.5 107% 90% - 110% 1.40 1.54 110% 90% - 110%

CRM #5 (CM14) CRM #6 (GS7E) CRM #7 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.755 95% 90% - 110% 7.4 7.8 105% 90% - 110% 1.40 1.36 97% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U703058
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U703058

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Apr 17, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U703122AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.36 4.77E5488790 (4243947)
2.84 9.64E5488791 (4243948)
3.02 2.43E5488792 (4243949)
1.20 0.036E5488793 (4243950)
1.68 1.23E5488794 (4243951)
2.06 1.58E5488795 (4243952)
1.70 1.76E5488796 (4243953)
1.86 1.21E5488797 (4243954)
2.74 0.752E5488798 (4243955)
3.22 0.448E5488799 (4243956)
0.10 3.31E5488800 (4243957)
2.92 0.570E5488801 (4243958)
2.66 2.82E5488802 (4243959)
2.78 0.347E5488803 (4243960)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703122

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 05, 2013 DATE REPORTED: Apr 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5488790 4.77 4.43 7.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U703122
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14)

Parameter Expect Actual Recovery Limits

Au 0.792 0.755 95% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U703122
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U703122

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Apr 09, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U700851AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

2.38 0.298E5488937 (4227163)
2.26 >10 9.95E5488938 (4227164)
1.84 4.75E5488939 (4227165)
2.02 0.941E5488940 (4227166)
2.42 0.292E5488941 (4227167)
0.94 0.007E5488942 (4227168)
2.34 0.528E5488943 (4227169)
2.40 0.905E5488944 (4227170)
1.56 0.251E5488945 (4227171)
2.44 0.037E5488946 (4227172)
2.26 0.099E5488947 (4227173)
2.58 0.001E5488948 (4227174)
2.78 0.248E5488949 (4227175)
1.72 0.306E5488950 (4227176)
1.94 0.243E5488951 (4227177)
1.90 0.131E5488952 (4227178)
0.08 1.03E5488953 (4227179)
2.10 0.033E5488954 (4227180)
2.22 0.323E5488955 (4227181)
3.62 0.125E5488956 (4227182)
1.52 0.050E5488957 (4227183)
1.94 0.289E5488958 (4227184)
1.78 0.283E5488959 (4227185)
1.78 0.080E5488960 (4227186)
3.72 0.087E5488961 (4227187)
3.14 0.008E5488962 (4227188)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Mar 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U700851

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Mar 28, 2013 DATE REPORTED: Apr 09, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488937 0.298 0.291 2.4% E5488949 0.248 0.221 11.5% E5488962 0.008 0.005

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U700851
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.9 107% 90% - 110% 0.792 0.757 96% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: Hislop
AGAT WORK ORDER: 13U700851
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U700851

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

May 06, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U709895AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.56 2.05E5488804 (4300145)
2.00 1.89E5488805 (4300146)
2.16 1.26E5488806 (4300147)
2.22 1.20E5488807 (4300148)
1.08 0.024E5488808 (4300149)
1.98 6.09E5488809 (4300150)
2.20 1.14E5488810 (4300151)
3.34 1.67E5488811 (4300152)
3.72 0.151E5488812 (4300153)
2.56 1.81E5488813 (4300154)
2.08 1.56E5488814 (4300155)
0.76 0.560E5488815 (4300156)
1.48 1.56E5488816 (4300157)
3.50 0.642E5488817 (4300158)
3.50 0.732E5488818 (4300159)
0.10 1.04E5488819 (4300160)
3.74 0.013E5488820 (4300161)
2.92 0.043E5488821 (4300162)
2.10 0.351E5488822 (4300163)
2.90 1.78E5488823 (4300164)
2.02 0.089E5488824 (4300165)
1.68 0.212E5488825 (4300166)
3.54 0.087E5488826 (4300167)
3.46 0.011E5488827 (4300168)
3.68 0.009E5488828 (4300169)
1.24 0.007E5488829 (4300170)
3.50 0.008E5488830 (4300171)
3.34 0.076E5488831 (4300172)
2.70 0.025E5488832 (4300173)
3.50 0.043E5488833 (4300174)
1.04 0.095E5488834 (4300175)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709895

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 06, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.68 0.676E5488835 (4300176)
3.04 0.079E5488836 (4300177)
0.10 0.877E5488837 (4300178)
3.12 0.787E5488838 (4300179)
3.38 1.06E5488839 (4300180)
3.58 0.072E5488840 (4300181)
3.60 0.191E5488841 (4300182)
3.36 0.079E5488842 (4300183)
3.58 0.200E5488843 (4300184)
2.78 0.710E5488844 (4300185)
1.86 1.31E5488845 (4300186)
1.96 0.417E5488846 (4300187)
1.28 0.014E5488847 (4300188)
2.04 0.361E5488848 (4300189)
2.22 1.17E5488849 (4300190)
1.76 0.285E5488850 (4300191)
1.56 0.537E5488851 (4300192)
2.08 0.614E5488852 (4300193)
1.20 0.399E5488853 (4300194)
3.66 0.343E5488854 (4300195)
3.12 0.515E5488855 (4300196)
1.98 0.122E5488856 (4300197)
2.70 0.025E5488857 (4300198)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709895

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 06, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488804 2.05 2.21 7.5% E5488816 1.56 1.56 0.0% E5488829 0.007 0.006 15.4% E5488841 0.191 0.249 26.4%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5488854 0.343 0.328 4.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U709895
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (1P5F) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.758 96% 90% - 110% 7.4 7.2 97% 90% - 110% 1.40 1.49 106% 90% - 110% 0.792 0.873 110% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U709895
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U709895

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

May 13, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U711889AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.10 2.07E5488858 (4313837)
2.22 0.047E5488859 (4313838)
3.54 0.340E5488860 (4313839)
3.46 0.035E5488861 (4313840)
3.52 0.131E5488862 (4313841)
3.58 0.090E5488863 (4313842)
3.72 0.318E5488864 (4313843)
3.72 0.118E5488865 (4313844)
3.82 0.057E5488866 (4313845)
3.42 0.058E5488867 (4313846)
3.70 0.012E5488868 (4313847)
1.38 0.014E5488869 (4313848)
3.72 0.281E5488870 (4313849)
3.52 0.308E5488871 (4313850)
3.54 0.031E5488872 (4313851)
3.42 0.278E5488873 (4313852)
3.72 0.085E5488874 (4313853)
3.62 0.140E5488875 (4313854)
3.52 0.274E5488876 (4313855)
3.20 0.171E5488877 (4313856)
2.56 0.028E5488878 (4313857)
0.10 1.28E5488879 (4313858)
1.28 0.021E5488880 (4313859)
1.98 0.170E5488881 (4313860)
1.30 0.611E5488882 (4313861)
2.82 0.030E5488883 (4313862)
3.30 0.095E5488884 (4313863)
3.84 0.129E5488885 (4313864)
3.36 0.008E5488886 (4313865)
2.76 0.016E5488887 (4313866)
0.10 0.472E5488888 (4313867)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711889

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.18 0.006E5488889 (4313868)
2.70 0.025E5488890 (4313869)
2.02 0.041E5488891 (4313870)
2.42 0.080E5488892 (4313871)
3.76 0.089E5488893 (4313872)
3.58 0.497E5488894 (4313873)
3.90 0.403E5488895 (4313874)
3.66 1.41E5488896 (4313875)
1.66 0.006E5488897 (4313876)
3.58 0.245E5488898 (4313877)
3.08 0.016E5488899 (4313878)
4.04 0.277E5488900 (4313879)
4.00 0.509E5488901 (4313880)
3.64 0.160E5488902 (4313881)
3.86 0.033E5488903 (4313882)
3.88 0.034E5488904 (4313883)
3.90 0.031E5488905 (4313884)
3.54 0.041E5488906 (4313885)
3.76 0.034E5488907 (4313886)
0.10 1.08E5488908 (4313887)
3.60 0.030E5488909 (4313888)
3.62 0.258E5488910 (4313889)
3.98 0.081E5488911 (4313890)
3.98 0.076E5488912 (4313891)
3.82 0.204E5488913 (4313892)
3.50 0.004E5488914 (4313893)
2.88 0.222E5488915 (4313894)
2.50 0.092E5488916 (4313895)
2.90 0.102E5488917 (4313896)
1.50 0.004E5488918 (4313897)
2.28 0.021E5488919 (4313898)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711889

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.80 0.100E5488920 (4313899)
1.02 0.130E5488921 (4313900)
2.90 0.829E5488922 (4313901)
2.14 0.064E5488923 (4313902)
3.26 0.147E5488924 (4313903)
2.40 0.189E5488925 (4313904)
2.34 0.120E5488926 (4313905)
2.74 1.29E5488927 (4313906)
3.50 0.049E5488928 (4313907)
3.14 0.185E5488929 (4313908)
3.60 0.090E5488930 (4313909)
0.10 1.31E5488931 (4313910)
3.38 0.049E5488932 (4313911)
3.28 0.117E5488933 (4313912)
3.02 0.347E5488934 (4313913)
3.28 0.326E5488935 (4313914)
3.28 0.197E5488936 (4313915)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711889

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488859 0.047 0.095 E5488871 0.308 0.283 8.5% E5488883 0.030 0.064 E5488895 0.403 0.341 16.7%

REPLICATE #5 REPLICATE #6 REPLICATE #7

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488909 0.030 0.044 E5488921 0.130 0.135 3.8% E5488933 0.117 0.112 4.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711889
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (SK62) CRM #3 (Cm14) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.4 99% 90% - 110% 4.075 4.065 100% 90% - 110% 0.792 0.809 102% 90% - 110% 1.40 1.54 110% 90% - 110%

CRM #5 (GS7E) CRM #6 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.6 102% 90% - 110% 0.792 0.817 103% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711889
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U711889

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Apr 16, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U703059AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.24 0.435E5488195 (4242706)
2.08 0.496E5488196 (4242707)
1.94 0.386E5488197 (4242708)
0.10 2.19E5488198 (4242709)
1.98 1.92E5488199 (4242710)
2.02 0.660E5488200 (4242711)
2.00 2.20E5488201 (4242712)
2.12 2.89E5488202 (4242713)
2.00 8.07E5488203 (4242714)
1.96 2.76E5488204 (4242715)
1.80 6.69E5488205 (4242716)
2.02 6.31E5488206 (4242717)
2.22 >10 11.9E5488207 (4242718)
1.30 0.058E5488208 (4242719)
2.40 1.31E5488209 (4242720)
1.10 0.825E5488210 (4242721)
2.46 0.771E5488211 (4242722)
2.48 0.772E5488212 (4242723)
2.34 3.24E5488213 (4242724)
2.40 2.92E5488214 (4242725)
2.26 0.155E5488215 (4242726)
2.26 2.26E5488216 (4242727)
2.08 1.28E5488217 (4242728)
0.10 3.39E5488218 (4242729)
1.56 2.07E5488219 (4242730)
2.58 1.04E5488220 (4242731)
2.16 3.09E5488221 (4242732)
0.96 6.37E5488222 (4242733)
1.32 0.849E5488223 (4242734)
3.00 0.024E5488224 (4242735)
NRC NRCE5488225 (4242736)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703059

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 04, 2013 DATE REPORTED: Apr 16, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

NRC NRCE5488226 (4242737)
NRC NRCE5488227 (4242738)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703059

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 04, 2013 DATE REPORTED: Apr 16, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488195 0.435 0.442 1.6% E5488207 >10 >10 0.0% E5488220 1.04 1.04 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U703059
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.45 104% 90% - 110% 0.792 0.803 101% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U703059
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U703059

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Apr 22, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U705269AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.88 0.174E5488083 (4261057)
3.12 0.017E5488084 (4261058)
3.30 0.007E5488085 (4261059)
3.10 0.004E5488086 (4261060)
2.00 0.563E5488087 (4261061)
2.44 0.420E5488088 (4261062)
1.24 0.003E5488089 (4261063)
2.12 0.468E5488090 (4261064)
2.70 0.849E5488091 (4261065)
2.86 0.114E5488092 (4261066)
1.12 0.759E5488093 (4261067)
2.04 0.292E5488094 (4261068)
1.96 0.847E5488095 (4261070)
1.72 0.922E5488096 (4261071)
2.12 0.637E5488097 (4261072)
2.10 0.315E5488098 (4261073)
0.08 2.15E5488099 (4261074)
1.44 1.27E5488100 (4261075)
1.84 2.07E5488101 (4261076)
1.38 0.028E5488102 (4261077)
2.02 0.103E5488103 (4261078)
2.98 0.026E5488104 (4261079)
2.94 0.092E5488105 (4261080)
1.78 0.032E5488106 (4261081)
2.22 0.066E5488107 (4261082)
1.84 0.405E5488108 (4261083)
1.10 0.003E5488109 (4261084)
2.08 1.03E5488110 (4261085)
2.26 1.45E5488111 (4261086)
1.78 0.064E5488112 (4261087)
2.80 0.019E5488113 (4261088)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705269

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.00 0.026E5488114 (4261089)
2.92 0.002E5488115 (4261090)
2.94 0.030E5488116 (4261091)
3.04 0.065E5488117 (4261093)
2.96 0.015E5488118 (4261094)
0.10 0.978E5488119 (4261095)
2.84 0.627E5488120 (4261096)
3.18 0.032E5488121 (4261097)
3.08 0.016E5488122 (4261098)
3.08 0.025E5488123 (4261099)
2.94 0.641E5488124 (4261100)
2.70 0.003E5488125 (4261101)
3.22 0.009E5488126 (4261102)
3.00 0.021E5488127 (4261103)
1.92 0.005E5488128 (4261104)
1.14 0.002E5488129 (4261105)
2.16 0.011E5488130 (4261106)
1.04 1.15E5488131 (4261107)
2.08 0.627E5488132 (4261108)
2.20 0.095E5488133 (4261109)
1.56 0.629E5488134 (4261110)
1.28 4.42E5488135 (4261111)
2.76 0.108E5488136 (4261112)
1.88 0.065E5488137 (4261113)
1.58 0.100E5488138 (4261115)
0.10 0.503E5488139 (4261116)
1.64 0.222E5488140 (4261117)
1.78 0.589E5488141 (4261118)
1.66 0.078E5488142 (4261119)
1.66 0.039E5488143 (4261120)
0.88 0.124E5488144 (4261121)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705269

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.50 0.025E5488145 (4261122)
2.70 0.071E5488146 (4261123)
2.66 0.042E5488147 (4261124)
2.48 0.034E5488148 (4261125)
1.00 0.007E5488149 (4261126)
2.80 0.025E5488150 (4261127)
2.78 0.034E5488151 (4261128)
2.66 0.128E5488152 (4261130)
2.82 0.036E5488153 (4261131)
2.78 0.031E5488154 (4261132)
2.84 0.058E5488155 (4261133)
2.78 0.245E5488156 (4261134)
3.00 1.86E5488157 (4261135)
1.94 0.107E5488158 (4261136)
1.80 0.132E5488159 (4261137)
0.10 0.926E5488160 (4261138)
1.82 0.153E5488161 (4261139)
2.74 0.076E5488162 (4261140)
2.74 0.178E5488163 (4261141)
2.76 0.051E5488164 (4261142)
2.50 0.093E5488165 (4261143)
2.46 0.157E5488166 (4261144)
1.58 0.095E5488167 (4261145)
1.84 0.063E5488168 (4261146)
0.98 0.003E5488169 (4261148)
2.68 0.093E5488170 (4261149)
2.58 0.088E5488171 (4261150)
2.90 0.036E5488172 (4261151)
2.58 0.067E5488173 (4261152)
2.58 0.034E5488174 (4261153)
2.54 0.040E5488175 (4261154)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705269

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.72 0.061E5488176 (4261155)
3.02 0.649E5488177 (4261156)
2.06 0.037E5488178 (4261157)
1.94 0.070E5488179 (4261158)
0.10 0.867E5488180 (4261159)
1.18 0.067E5488181 (4261161)
2.34 0.059E5488182 (4261162)
1.84 0.043E5488183 (4261163)
1.84 0.091E5488184 (4261164)
2.84 0.244E5488185 (4261165)
2.68 0.120E5488186 (4261166)
2.80 0.333E5488187 (4261167)
1.12 0.002E5488188 (4261168)
2.50 0.114E5488189 (4261169)
2.58 0.101E5488190 (4261170)
2.72 0.143E5488191 (4261171)
2.68 0.660E5488192 (4261173)
2.72 0.240E5488193 (4261174)
2.50 0.625E5488194 (4261175)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705269

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488083 0.174 0.174 0.0% E5488095 0.847 0.873 3.0% E5488108 0.405 0.405 0.0% E5488120 0.627 0.641 2.2%

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488133 0.0949 0.0902 5.1% E5488145 0.025 0.025 0.0% E5488158 0.107 0.118 9.8% E5488170 0.093 0.093 0.0%

REPLICATE #9 REPLICATE #10

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488183 0.043 0.040 7.2% E5488194 0.625 0.616 1.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U705269
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (PG124) CRM #2 (1P5F) CRM #3 (CM14) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.321 0.354 110% 90% - 110% 1.40 1.34 95% 90% - 110% 0.792 0.763 96% 90% - 110% 7.4 7.3 98% 90% - 110%

CRM #5 (1P5F) CRM #6 (CM14) CRM #7 (GS7E) CRM #8 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.26 90% 90% - 110% 0.792 0.779 98% 90% - 110% 7.4 7.3 99% 90% - 110% 1.40 1.41 101% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U705269
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U705269

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Apr 23, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U705299AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.32 0.021E5488225 (4261653)
1.82 1.03E5488226 (4261654)
3.32 0.053E5488227 (4261655)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705299

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5488225 0.021 0.021 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U705299
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 7.6 103% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U705299
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U705299

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Apr 24, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U706041AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.98 0.396E5488228 (4268177)
1.74 0.131E5488229 (4268178)
1.70 0.039E5488230 (4268179)
1.52 0.099E5488231 (4268180)
0.84 0.003E5488232 (4268181)
1.34 0.014E5488233 (4268182)
2.16 0.003E5488234 (4268183)
2.00 0.027E5488235 (4268184)
3.16 0.136E5488236 (4268185)
3.16 0.048E5488237 (4268186)
1.82 0.225E5488238 (4268187)
1.14 0.758E5488239 (4268188)
0.10 3.66E5488240 (4268189)
1.70 0.333E5488241 (4268190)
0.66 0.218E5488242 (4268191)
2.08 0.739E5488243 (4268192)
0.70 1.63E5488244 (4268193)
1.84 0.906E5488245 (4268194)
2.02 0.182E5488246 (4268195)
2.26 0.065E5488247 (4268196)
2.22 0.094E5488248 (4268197)
1.10 2.74E5488249 (4268198)
0.90 0.006E5488250 (4268199)
1.66 1.67E5488251 (4268200)
1.60 1.58E5488252 (4268201)
1.48 2.07E5488253 (4268202)
1.88 0.200E5488254 (4268203)
0.96 0.288E5488255 (4268204)
1.94 0.012E5488256 (4268205)
2.06 0.040E5488257 (4268206)
1.14 0.052E5488258 (4268207)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 16, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U706041

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 16, 2013 DATE REPORTED: Apr 24, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.66 0.935E5488259 (4268208)
1.04 0.233E5488260 (4268209)
1.42 0.151E5488261 (4268210)
0.10 0.876E5488262 (4268211)
2.74 0.724E5488263 (4268212)
2.66 0.119E5488264 (4268213)
1.84 0.926E5488265 (4268214)
0.66 0.109E5488266 (4268215)
1.90 0.024E5488267 (4268216)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 16, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U706041

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 16, 2013 DATE REPORTED: Apr 24, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488228 0.396 0.433 8.9% E5488241 0.333 0.388 15.3% E5488253 2.07 2.19 5.6% E5488265 0.926 0.957 3.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U706041
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.2 98% 90% - 110% 1.40 1.34 96% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U706041
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U706041

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

May 13, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U712396AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.86 0.271E5488268 (4320083)
3.16 0.034E5488269 (4320084)
3.28 0.012E5488270 (4320085)
1.04 0.004E5488271 (4320086)
3.22 0.052E5488272 (4320087)
3.64 0.050E5488273 (4320088)
2.44 0.052E5488274 (4320089)
2.80 0.247E5488275 (4320090)
1.72 1.08E5488276 (4320091)
2.98 0.976E5488277 (4320092)
3.22 0.322E5488278 (4320093)
3.28 0.086E5488279 (4320094)
3.44 0.017E5488280 (4320095)
3.38 0.120E5488281 (4320096)
0.08 0.491E5488282 (4320097)
3.02 0.092E5488283 (4320098)
3.38 0.014E5488284 (4320099)
3.36 0.008E5488285 (4320100)
3.46 0.922E5488286 (4320101)
3.22 0.043E5488287 (4320102)
3.32 0.031E5488288 (4320103)
2.04 0.030E5488289 (4320104)
3.10 0.148E5488290 (4320105)
2.82 0.043E5488291 (4320106)
2.08 0.031E5488292 (4320107)
2.12 0.619E5488293 (4320108)
0.70 0.661E5488294 (4320109)
0.92 0.015E5488295 (4320110)
3.16 0.024E5488296 (4320111)
1.66 0.217E5488297 (4320112)
3.54 3.00E5488298 (4320113)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 06, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U712396

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 06, 2013 DATE REPORTED: May 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.90 2.65E5488299 (4320114)
3.22 0.581E5488300 (4320115)
3.26 0.113E5488301 (4320116)
0.08 0.452E5488302 (4320117)
3.14 0.043E5488303 (4320118)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 06, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U712396

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 06, 2013 DATE REPORTED: May 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488268 0.271 0.267 1.5% E5488280 0.017 0.018 5.7% E5488293 0.619 0.622 0.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U712396
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.816 103% 90% - 110% 7.4 7.3 98% 90% - 110% 1.40 1.32 94% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U712396
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U712396

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

May 21, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U713948AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

2.72 0.016E5488304 (4332501)
2.86 0.038E5488305 (4332502)
2.56 0.060E5488306 (4332503)
2.46 0.065E5488307 (4332504)
2.30 0.225E5488308 (4332505)
3.26 0.771E5488309 (4332506)
3.06 0.676E5488310 (4332507)
3.12 0.056E5488311 (4332508)
1.16 0.017E5488312 (4332509)
2.88 0.178E5488313 (4332510)
3.30 0.148E5488314 (4332511)
3.20 0.126E5488315 (4332512)
3.24 0.083E5488316 (4332513)
3.14 0.124E5488317 (4332514)
3.10 0.071E5488318 (4332515)
3.26 0.086E5488319 (4332516)
3.42 0.575E5488320 (4332517)
3.18 0.135E5488321 (4332518)
0.06 0.809E5488322 (4332519)
3.32 0.106E5488323 (4332521)
2.74 0.076E5488324 (4332522)
3.16 0.240E5488325 (4332523)
2.00 0.068E5488326 (4332524)
2.42 0.050E5488327 (4332525)
2.46 0.078E5488328 (4332526)
2.84 0.050E5488329 (4332527)
1.86 0.307E5488330 (4332528)
2.18 0.393E5488331 (4332529)
0.98 0.003E5488332 (4332530)
2.00 0.088E5488333 (4332531)
3.48 0.241E5488334 (4332532)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 10, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U713948

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 10, 2013 DATE REPORTED: May 21, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.24 0.137E5488335 (4332533)
2.94 0.065E5488336 (4332534)
3.02 0.157E5488337 (4332535)
2.52 0.697E5488338 (4332536)
2.72 0.037E5488339 (4332537)
2.70 0.036E5488340 (4332538)
2.56 0.036E5488341 (4332539)
0.08 0.454E5488342 (4332540)
2.58 0.042E5488343 (4332541)
3.20 0.053E5488344 (4332542)
3.22 0.084E5488345 (4332543)
3.32 0.129E5488346 (4332544)
3.10 0.065E5488347 (4332545)
3.12 0.032E5488348 (4332546)
3.10 0.032E5488349 (4332547)
1.50 0.032E5488350 (4332548)
1.84 0.044E5488351 (4332549)
1.22 <0.001E5488352 (4332550)
3.32 0.040E5488353 (4332551)
1.50 0.153E5488354 (4332552)
2.24 0.458E5488355 (4332553)
2.58 0.131E5488356 (4332554)
2.76 0.064E5488357 (4332555)
2.26 0.164E5488358 (4332556)
2.50 0.038E5488359 (4332557)
3.34 0.057E5488963 (4332558)
3.32 0.044E5488964 (4332559)
3.32 0.078E5488965 (4332560)
0.08 0.969E5488966 (4332561)
3.40 0.036E5488967 (4332562)
3.46 0.028E5488968 (4332563)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 10, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U713948

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 10, 2013 DATE REPORTED: May 21, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.34 0.093E5488969 (4332564)
1.94 1.18E5488970 (4332565)
1.76 0.285E5488971 (4332566)
3.38 1.55E5488972 (4332567)
3.52 2.87E5488973 (4332568)
3.06 1.64E5488974 (4332569)
1.40 0.015E5488975 (4332570)
2.42 1.06E5488976 (4332571)
2.44 0.867E5488977 (4332572)
2.86 1.35E5488978 (4332573)
3.36 2.10E5488979 (4332574)
3.38 3.42E5488980 (4332575)
2.52 1.31E5488981 (4332576)
2.62 1.12E5488982 (4332577)
2.46 1.87E5488983 (4332578)
2.42 3.56E5488984 (4332580)
0.08 2.13E5488985 (4332581)
2.30 3.02E5488986 (4332582)
2.28 >10 15.2E5488987 (4332583)
2.32 6.58E5488988 (4332584)
2.30 4.51E5488989 (4332585)
2.14 1.78E5488990 (4332586)
2.22 0.972E5488991 (4332587)
2.36 0.052E5488992 (4332588)
2.04 <0.001E5488993 (4332589)
2.38 2.76E5488994 (4332590)
1.18 0.006E5488995 (4332591)
2.36 0.364E5488996 (4332592)
2.46 0.064E5488997 (4332593)
2.72 0.056E5488998 (4332594)
3.36 0.546E5488999 (4332595)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 10, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U713948

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 10, 2013 DATE REPORTED: May 21, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.06 0.320E5489000 (4332596)
2.00 0.029E5489001 (4332597)
2.06 0.039E5489002 (4332598)
3.36 0.014E5489003 (4332599)
3.16 0.092E5489004 (4332600)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 10, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U713948

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 10, 2013 DATE REPORTED: May 21, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488304 0.0156 0.0148 5.3% E5488316 0.0828 0.0823 0.6% E5488329 0.0503 0.0618 20.5% E5488341 0.036 0.040 10.5%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5488354 0.153 0.146 4.7% E5488970 1.18 1.15 2.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U713948
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (Cm14) CRM #2 (GS7E) CRM #3 (1P5F) CRM #4 (Cm14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.802 101% 90% - 110% 7.4 7 94% 90% - 110% 1.40 1.34 96% 90% - 110% 0.792 0.717 90% 90% - 110%

CRM #5 (Cm14)

Parameter Expect Actual Recovery Limits

Au 0.792 0.802 101% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U713948
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U713948

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Apr 17, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U703111AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.40 0.076E5492575 (4243841)
3.06 0.436E5492576 (4243842)
2.68 0.273E5492577 (4243843)
3.24 0.848E5492578 (4243844)
0.10 0.850E5492579 (4243845)
2.88 0.361E5492580 (4243846)
2.00 0.529E5492581 (4243847)
2.04 0.123E5492582 (4243848)
2.36 0.667E5492583 (4243849)
2.74 1.07E5492584 (4243850)
2.10 1.93E5492585 (4243851)
2.20 3.02E5492586 (4243852)
2.14 3.97E5492587 (4243853)
2.02 2.53E5492588 (4243854)
1.06 0.089E5492589 (4243855)
2.44 1.94E5492590 (4243856)
2.22 1.44E5492591 (4243857)
2.14 3.87E5492592 (4243858)
2.08 0.093E5492593 (4243859)
1.82 0.115E5492594 (4243860)
2.60 0.035E5492595 (4243861)
1.96 0.098E5492596 (4243862)
2.20 0.058E5492597 (4243863)
2.20 0.013E5492598 (4243864)
0.10 0.982E5492599 (4243865)
3.18 0.053E5492600 (4243866)
3.10 0.638E5492601 (4243867)
3.42 0.137E5492602 (4243868)
2.72 0.256E5492603 (4243870)
2.98 0.451E5492604 (4243871)
2.80 0.037E5492605 (4243872)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703111

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 05, 2013 DATE REPORTED: Apr 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.48 0.570E5492606 (4243873)
1.52 2.86E5492607 (4243874)
1.08 0.058E5492608 (4243875)
2.26 0.463E5492609 (4243876)
2.28 0.161E5492610 (4243877)
2.40 0.415E5492611 (4243878)
2.40 0.009E5492612 (4243879)
2.64 0.004E5492613 (4243880)
3.66 0.003E5492614 (4243881)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U703111

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 05, 2013 DATE REPORTED: Apr 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492602 0.137 0.129 6.0% E5492587 3.97 3.96 0.3% E5492600 0.053 0.024 E5492612 0.009 0.005

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U703111
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E) CRM #3 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.36 97% 90% - 110% 7.4 7.5 101% 90% - 110% 0.792 0.782 99% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U703111
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U703111

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Apr 23, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U705291AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.34 0.602E5489005 (4261526)
1.68 0.054E5489006 (4261527)
1.20 0.122E5489007 (4261528)
2.44 0.184E5489008 (4261529)
1.22 0.004E5489009 (4261530)
2.68 0.059E5489010 (4261531)
2.46 0.388E5489011 (4261532)
2.78 0.146E5489012 (4261534)
2.66 0.023E5489013 (4261535)
2.42 0.007E5489014 (4261536)
1.92 0.057E5489015 (4261537)
1.88 0.214E5489016 (4261538)
2.04 0.103E5489017 (4261539)
1.92 0.383E5489018 (4261540)
0.10 0.950E5489019 (4261541)
1.94 0.245E5489020 (4261542)
2.16 0.554E5489021 (4261543)
2.28 0.165E5489022 (4261544)
2.60 1.02E5489023 (4261545)
2.42 1.16E5489024 (4261547)
2.96 0.026E5489025 (4261548)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705291

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489005 0.602 0.543 10.3% E5489016 0.214 0.219 2.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U705291
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.6 103% 90% - 110% 0.792 0.794 100% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U705291
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U705291

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

May 17, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U713916AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.74 0.008E5489026 (4332274)
3.44 0.011E5489027 (4332275)
2.96 0.011E5489028 (4332276)
2.74 0.012E5489029 (4332277)
1.20 0.003E5489030 (4332278)
1.52 0.019E5489031 (4332279)
1.72 0.042E5489032 (4332280)
1.36 0.032E5489033 (4332281)
0.84 0.023E5489034 (4332282)
3.74 0.015E5489035 (4332283)
3.56 0.036E5489036 (4332284)
3.52 0.152E5489037 (4332285)
2.38 0.005E5489038 (4332286)
0.10 0.798E5489039 (4332287)
2.56 0.072E5489040 (4332288)
2.76 0.004E5489041 (4332289)
1.62 0.016E5489042 (4332290)
1.14 0.009E5489043 (4332291)
2.98 0.008E5489044 (4332292)
3.66 0.008E5489045 (4332293)
3.38 0.004E5489046 (4332294)
3.16 0.002E5489047 (4332295)
3.42 0.004E5489048 (4332296)
3.26 0.024E5489049 (4332297)
3.40 0.003E5489050 (4332298)
3.22 0.011E5489051 (4332299)
3.30 0.217E5489052 (4332300)
3.40 0.015E5489053 (4332301)
2.88 0.356E5489054 (4332302)
1.16 1.37E5489055 (4332303)
0.86 0.009E5489056 (4332304)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 10, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U713916

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 10, 2013 DATE REPORTED: May 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.24 0.254E5489057 (4332305)
2.92 0.046E5489058 (4332306)
3.22 0.300E5489059 (4332307)
3.30 0.016E5492460 (4332308)
3.26 0.011E5492461 (4332309)
0.10 0.887E5492462 (4332310)
3.28 0.076E5492463 (4332311)
3.30 0.019E5492464 (4332312)
3.20 0.108E5492465 (4332313)
3.22 0.027E5492466 (4332314)
3.04 0.118E5492467 (4332315)
3.50 0.051E5492468 (4332316)
1.10 0.005E5492469 (4332317)
3.64 0.309E5492470 (4332318)
3.44 0.017E5492471 (4332319)
3.20 0.074E5492472 (4332320)
3.32 0.040E5492473 (4332321)
3.24 0.074E5492474 (4332322)
2.52 0.010E5492475 (4332323)
2.42 0.071E5492476 (4332324)
2.54 1.30E5492477 (4332325)
1.50 0.011E5492478 (4332326)
0.08 2.02E5492479 (4332327)
0.88 0.261E5492480 (4332328)
3.28 0.012E5492481 (4332329)
3.10 0.006E5492482 (4332330)
3.78 0.008E5492483 (4332331)
3.28 0.011E5492484 (4332332)
3.12 0.004E5492485 (4332333)
3.16 0.008E5492486 (4332334)
1.16 0.110E5492487 (4332335)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 10, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U713916

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 10, 2013 DATE REPORTED: May 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.58 0.109E5492488 (4332336)
2.20 0.112E5492489 (4332337)
0.88 0.003E5492490 (4332338)
2.54 0.039E5492491 (4332339)
2.64 0.024E5492492 (4332340)
3.52 0.012E5492493 (4332341)
3.28 0.014E5492494 (4332342)
3.38 0.477E5492495 (4332343)
3.58 0.143E5492496 (4332344)
3.40 0.061E5492497 (4332345)
3.30 0.098E5492498 (4332346)
0.10 2.04E5492499 (4332347)
3.32 0.038E5492500 (4332348)
1.94 0.012E5492501 (4332349)
2.58 0.042E5492502 (4332350)
2.88 0.151E5492503 (4332351)
2.64 0.085E5492504 (4332352)
2.10 0.048E5492505 (4332353)
1.72 0.009E5492506 (4332354)
2.18 0.015E5492507 (4332355)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 10, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U713916

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 10, 2013 DATE REPORTED: May 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489026 0.008 0.010 22.2% E5489038 0.005 0.006 18.2% E5489051 0.011 0.012 8.7% E5492463 0.0761 0.0622 20.1%

REPLICATE #5 REPLICATE #6 REPLICATE #7

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492476 0.071 0.045 E5492488 0.109 0.106 2.8% E5492501 0.012 0.011 8.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U713916
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F) CRM #3 (CM14) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.1 96% 90% - 110% 1.40 1.41 101% 90% - 110% 0.792 0.75 95% 90% - 110% 7.4 6.9 94% 90% - 110%

CRM #5 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.37 98% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U713916
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U713916

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Ron Cardinall, Certified Assayer - Director - Technical Services (Mining)SOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

May 23, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U714892AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.44 0.042E5492508 (4342196)
1.68 0.233E5492509 (4342197)
1.78 0.244E5492510 (4342198)
0.92 0.341E5492511 (4342199)
2.68 0.094E5492512 (4342200)
2.72 0.138E5492513 (4342201)
2.94 0.216E5492514 (4342202)
3.30 0.100E5492515 (4342203)
2.14 0.136E5492516 (4342204)
2.26 0.007E5492517 (4342205)
2.96 0.082E5492518 (4342206)
2.70 1.38E5492519 (4342207)
0.10 3.51E5492520 (4342208)
1.50 2.96E5492521 (4342209)
2.02 0.047E5492522 (4342210)
3.28 0.425E5492523 (4342211)
3.18 0.067E5492524 (4342212)
3.12 0.046E5492525 (4342213)
2.98 0.022E5492526 (4342214)
2.86 0.056E5492527 (4342215)
3.22 0.153E5492528 (4342216)
3.00 0.027E5492529 (4342217)
0.98 0.008E5492530 (4342218)
2.10 0.023E5492531 (4342219)
1.70 0.023E5492532 (4342220)
2.46 0.122E5492533 (4342221)
2.92 0.018E5492534 (4342222)
3.36 0.021E5492535 (4342223)
3.26 0.015E5492536 (4342224)
3.18 0.011E5492537 (4342225)
3.12 0.011E5492538 (4342226)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U714892

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 14, 2013 DATE REPORTED: May 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.14 0.016E5492539 (4342227)
0.10 0.958E5492540 (4342228)
3.10 0.050E5492541 (4342229)
3.04 0.014E5492542 (4342230)
2.92 0.024E5492543 (4342231)
3.18 0.036E5492544 (4342232)
3.04 0.040E5492545 (4342233)
1.76 0.030E5492546 (4342234)
3.20 0.022E5492547 (4342235)
3.24 0.072E5492548 (4342236)
0.82 0.002E5492549 (4342237)
3.10 0.059E5492550 (4342238)
2.98 0.040E5492551 (4342239)
2.56 0.065E5492552 (4342240)
2.62 0.073E5492553 (4342241)
2.54 0.038E5492554 (4342242)
3.14 0.037E5492555 (4342243)
2.94 0.160E5492556 (4342244)
3.00 0.014E5492557 (4342245)
0.10 0.458E5492558 (4342246)
3.12 0.028E5492559 (4342247)
3.06 0.025E5492560 (4342248)
2.88 0.017E5492561 (4342249)
2.96 0.026E5492562 (4342250)
2.88 0.069E5492563 (4342251)
3.02 0.049E5492564 (4342252)
2.76 0.024E5492565 (4342253)
3.00 0.044E5492566 (4342254)
2.88 0.100E5492567 (4342255)
3.00 0.135E5492568 (4342256)
1.14 0.004E5492569 (4342257)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U714892

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 14, 2013 DATE REPORTED: May 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.08 0.262E5492570 (4342258)
2.96 0.162E5492571 (4342259)
3.00 0.060E5492572 (4342260)
2.76 0.147E5492573 (4342261)
2.14 0.188E5492574 (4342262)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U714892

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 14, 2013 DATE REPORTED: May 23, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492508 0.0421 0.0489 14.9% E5492521 2.96 3.23 8.7% E5492534 0.0183 0.0193 5.3% E5492547 0.030 0.028 6.9%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U714892
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (GS7E) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.731 92% 90% - 110% 1.40 1.33 95% 90% - 110% 7.4 7.2 97% 90% - 110% 0.792 0.757 96% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U714892
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U714892

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Apr 25, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U705285AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.86 0.011E5492801 (4261427)
1.82 0.028E5492802 (4261428)
0.10 2.17E5492803 (4261429)
1.88 0.152E5492804 (4261430)
1.96 0.142E5492805 (4261431)
1.42 0.121E5492806 (4261432)
2.08 0.108E5492807 (4261433)
1.56 0.467E5492808 (4261434)
1.18 0.182E5492809 (4261435)
1.10 0.004E5492810 (4261436)
0.80 0.609E5492811 (4261437)
1.90 0.031E5492812 (4261438)
1.84 0.010E5492813 (4261439)
1.72 0.005E5492814 (4261440)
1.74 0.020E5492815 (4261441)
1.64 0.014E5492816 (4261442)
1.44 0.007E5492817 (4261443)
0.98 0.002E5492818 (4261444)
0.86 0.001E5492819 (4261445)
1.84 0.002E5492820 (4261446)
1.68 0.047E5492821 (4261447)
0.10 0.991E5492822 (4261448)
1.92 0.030E5492823 (4261449)
2.28 0.015E5492824 (4261450)
3.02 0.019E5492825 (4261451)
0.94 0.010E5492826 (4261452)
2.66 0.011E5492827 (4261453)
2.42 0.012E5492828 (4261454)
1.84 0.011E5492829 (4261455)
2.32 1.16E5492830 (4261456)
1.08 0.046E5492831 (4261457)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705285

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 25, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.00 0.010E5492832 (4261458)
2.58 0.445E5492833 (4261459)
2.14 0.127E5492834 (4261460)
2.24 0.437E5492835 (4261461)
1.94 0.056E5492836 (4261462)
2.26 0.023E5492837 (4261463)
2.46 0.026E5492838 (4261464)
2.24 0.035E5492839 (4261465)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U705285

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 12, 2013 DATE REPORTED: Apr 25, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492804 0.152 0.158 3.9% E5492812 0.031 0.032 3.2% E5492826 0.010 0.018 E5492838 0.0257 0.0222 14.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U705285
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.823 104% 90% - 110% 1.40 1.5 107% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U705285
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U705285

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Apr 29, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U707267AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.26 0.049E5492615 (4277476)
2.52 0.016E5492616 (4277477)
2.70 0.017E5492617 (4277478)
1.36 0.225E5492618 (4277479)
0.98 0.003E5492619 (4277480)
1.98 0.033E5492620 (4277481)
2.26 0.061E5492621 (4277482)
2.24 0.042E5492622 (4277483)
1.24 0.780E5492623 (4277484)
1.58 1.00E5492624 (4277485)
1.48 0.731E5492625 (4277486)
1.96 0.920E5492626 (4277487)
0.88 0.907E5492627 (4277488)
0.10 3.84E5492628 (4277489)
2.40 0.263E5492629 (4277490)
2.78 0.472E5492630 (4277491)
0.80 1.14E5492631 (4277492)
2.80 0.051E5492632 (4277493)
2.06 0.741E5492633 (4277494)
2.06 0.769E5492634 (4277495)
2.00 0.092E5492635 (4277496)
1.28 0.406E5492636 (4277497)
0.98 0.680E5492637 (4277498)
1.10 0.009E5492638 (4277499)
2.84 0.458E5492639 (4277500)
2.54 0.011E5492640 (4277501)
2.84 0.011E5492641 (4277502)
2.72 0.276E5492642 (4277503)
2.48 0.097E5492643 (4277504)
1.52 1.16E5492644 (4277505)
2.30 0.009E5492645 (4277506)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 18, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U707267

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 19, 2013 DATE REPORTED: Apr 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.76 0.003E5492646 (4277507)
2.96 0.008E5492647 (4277508)
2.82 0.015E5492648 (4277509)
1.44 0.051E5492649 (4277510)
0.10 0.942E5492650 (4277511)
2.08 0.007E5492651 (4277512)
2.30 0.015E5492652 (4277513)
2.70 0.024E5492653 (4277514)
2.34 0.196E5492654 (4277515)
2.52 0.004E5492655 (4277516)
2.68 0.046E5492656 (4277517)
2.60 0.236E5492657 (4277518)
2.64 0.023E5492658 (4277519)
2.40 1.50E5492659 (4277520)
0.94 0.005E5492660 (4277521)
1.36 0.330E5492661 (4277522)
2.40 0.047E5492662 (4277523)
3.02 0.007E5492663 (4277524)
3.12 0.009E5492664 (4277525)
1.22 0.229E5492665 (4277526)
2.34 0.005E5492666 (4277527)
2.12 0.004E5492667 (4277528)
2.10 0.017E5492668 (4277529)
0.10 0.836E5492669 (4277530)
3.00 0.012E5492670 (4277531)
3.04 0.007E5492671 (4277532)
3.34 0.004E5492672 (4277533)
3.06 0.007E5492673 (4277534)
3.22 0.003E5492674 (4277535)
3.38 0.053E5492675 (4277536)
3.12 0.022E5492676 (4277537)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 18, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U707267

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 19, 2013 DATE REPORTED: Apr 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.06 0.084E5492677 (4277538)
3.42 0.018E5492678 (4277539)
2.64 0.054E5492679 (4277540)
1.92 0.191E5492680 (4277541)
1.12 0.010E5492681 (4277542)
1.02 0.005E5492682 (4277543)
2.24 0.012E5492683 (4277544)
2.06 0.008E5492684 (4277545)
3.22 0.025E5492685 (4277546)
3.16 0.015E5492686 (4277547)
2.20 0.049E5492687 (4277548)
2.06 0.021E5492688 (4277549)
2.08 0.013E5492689 (4277550)
2.12 0.017E5492690 (4277551)
2.34 0.099E5492691 (4277552)
0.10 0.976E5492692 (4277553)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 18, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U707267

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 19, 2013 DATE REPORTED: Apr 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492690 0.017 0.014 19.4% E5492627 0.907 0.922 1.6% E5492640 0.011 0.011 0.0% E5492652 0.015 0.018 18.2%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492665 0.229 0.225 1.8% E5492677 0.0844 0.0879 4.1%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U707267
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E) CRM #3 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.3 93% 90% - 110% 7.4 7.9 107% 90% - 110% 0.792 0.727 92% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U707267
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U707267

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

May 08, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U709877AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.66 0.902E5492693 (4299876)
2.50 0.049E5492694 (4299877)
2.18 0.044E5492695 (4299878)
3.08 0.015E5492696 (4299879)
2.84 0.299E5492697 (4299880)
3.18 0.348E5492698 (4299881)
2.96 0.035E5492699 (4299882)
3.28 0.170E5492700 (4299883)
3.34 0.195E5492701 (4299884)
1.02 0.004E5492702 (4299885)
1.92 0.240E5492703 (4299886)
2.14 0.035E5492704 (4299887)
2.14 0.066E5492705 (4299888)
2.48 0.008E5492706 (4299889)
2.84 0.007E5492707 (4299890)
2.08 0.005E5492708 (4299891)
3.32 0.005E5492709 (4299892)
3.16 0.008E5492710 (4299893)
3.16 0.005E5492711 (4299894)
0.10 0.452E5492712 (4299895)
3.24 0.006E5492713 (4299896)
2.26 0.005E5492714 (4299897)
2.60 0.085E5492715 (4299898)
1.12 0.105E5492716 (4299899)
2.90 0.279E5492717 (4299900)
3.18 0.124E5492718 (4299901)
3.10 0.016E5492719 (4299902)
2.82 0.031E5492720 (4299903)
3.30 0.028E5492721 (4299904)
1.06 0.002E5492722 (4299905)
3.14 0.068E5492723 (4299906)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709877

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.28 0.028E5492724 (4299907)
2.28 0.122E5492725 (4299908)
2.94 0.060E5492726 (4299909)
2.88 0.038E5492727 (4299910)
3.22 0.062E5492728 (4299911)
2.74 0.107E5492729 (4299912)
2.64 0.074E5492730 (4299913)
1.00 0.031E5492731 (4299914)
0.10 0.963E5492732 (4299915)
3.12 0.064E5492733 (4299916)
2.92 0.171E5492734 (4299917)
2.92 0.155E5492735 (4299918)
2.96 0.111E5492736 (4299919)
2.40 0.243E5492737 (4299920)
2.42 2.12E5492738 (4299921)
0.72 6.81E5492739 (4299922)
1.00 0.016E5492740 (4299923)
2.40 1.58E5492741 (4299924)
2.30 1.32E5492742 (4299925)
1.68 0.165E5492743 (4299926)
2.72 0.018E5492744 (4299927)
1.90 0.017E5492745 (4299928)
3.08 0.023E5492746 (4299929)
3.02 0.019E5492747 (4299930)
2.80 0.025E5492748 (4299931)
2.84 0.053E5492749 (4299932)
2.80 0.066E5492750 (4299933)
2.72 0.078E5492751 (4299934)
0.10 0.436E5492752 (4299935)
2.42 0.092E5492753 (4299936)
1.82 0.073E5492754 (4299937)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709877

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.80 0.038E5492755 (4299938)
2.86 0.403E5492756 (4299939)
2.70 0.119E5492757 (4299940)
2.70 0.235E5492758 (4299941)
2.92 0.358E5492759 (4299942)
2.50 0.100E5492760 (4299943)
2.00 0.062E5492761 (4299944)
1.16 0.007E5492762 (4299945)
2.12 0.168E5492763 (4299946)
2.94 0.044E5492764 (4299947)
2.76 0.181E5492765 (4299948)
3.04 0.409E5492766 (4299949)
3.26 3.47E5492767 (4299950)
2.88 0.065E5492768 (4299951)
3.12 0.246E5492769 (4299952)
2.96 0.063E5492770 (4299953)
2.72 0.684E5492771 (4299954)
0.10 0.046E5492772 (4299955)
2.96 0.401E5492773 (4299956)
3.18 0.090E5492774 (4299957)
2.96 0.070E5492775 (4299958)
2.90 0.117E5492776 (4299959)
2.80 0.372E5492777 (4299960)
3.28 0.245E5492778 (4299961)
3.02 0.119E5492779 (4299962)
2.96 0.127E5492780 (4299963)
1.10 0.142E5492781 (4299964)
1.00 0.013E5492782 (4299965)
2.82 0.137E5492783 (4299966)
3.06 0.071E5492784 (4299967)
2.94 0.150E5492785 (4299968)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709877

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.12 0.398E5492786 (4299969)
1.78 1.59E5492787 (4299970)
2.08 0.667E5492788 (4299971)
1.90 1.45E5492789 (4299972)
1.06 0.026E5492790 (4299973)
2.06 1.12E5492791 (4299974)
1.80 0.057E5492792 (4299975)
1.64 0.017E5492793 (4299976)
2.40 0.105E5492794 (4299977)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709877

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492693 0.902 0.862 4.5% E5492706 0.008 0.009 11.8% E5492718 0.124 0.136 9.2% E5492730 0.0738 0.0723 2.1%

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492743 0.165 0.182 9.8% E5492755 0.0379 0.0370 2.4% E5492768 0.065 0.077 16.9% E5492780 0.127 0.123 3.2%

REPLICATE #9

Parameter Sample ID Original Replicate RPD

Au E5492793 0.017 0.025

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U709877
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14) CRM #3 (1P5F) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.5 101% 90% - 110% 0.792 0.759 96% 90% - 110% 1.40 1.34 96% 90% - 110% 7.4 7.6 103% 90% - 110%

CRM #5 (CM14) CRM #6 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.743 94% 90% - 110% 1.40 1.33 95% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U709877
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U709877

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

May 09, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U711630AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.08 0.028E5492795 (4312031)
0.96 0.678E5492796 (4312032)
2.68 0.157E5492797 (4312033)
1.60 0.410E5492798 (4312034)
1.78 2.39E5492799 (4312035)
2.78 0.016E5492800 (4312036)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711630

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 09, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5492795 0.028 0.028 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711630
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14)

Parameter Expect Actual Recovery Limits

Au 0.792 0.729 92% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711630
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U711630

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jul 04, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U728572AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.50 0.011E5492840 (4478649)
2.60 0.002E5492841 (4478650)
2.26 0.032E5492842 (4478651)
2.82 0.075E5492843 (4478652)
2.80 0.008E5492844 (4478653)
3.54 0.017E5492845 (4478654)
3.08 0.002E5492846 (4478655)
0.92 0.009E5492847 (4478656)
3.24 0.349E5492848 (4478657)
1.28 0.003E5492849 (4478658)
0.94 2.62E5492850 (4478659)
2.44 0.326E5492851 (4478660)
1.36 0.097E5492852 (4478661)
2.98 0.659E5492853 (4478662)
2.36 0.384E5492854 (4478663)
1.98 0.391E5492855 (4478664)
2.08 0.219E5492856 (4478665)
2.56 0.926E5492857 (4478666)
1.70 0.387E5492858 (4478667)
0.10 0.980E5492859 (4478668)
3.94 0.099E5492860 (4478669)
3.62 0.116E5492861 (4478670)
3.62 0.068E5492862 (4478671)
3.62 0.132E5492863 (4478672)
3.80 0.036E5492864 (4478673)
3.98 0.011E5492865 (4478674)
3.72 0.164E5492866 (4478675)
3.70 0.039E5492867 (4478676)
2.56 0.325E5492868 (4478677)
1.18 0.004E5492869 (4478678)
2.46 0.018E5492870 (4478679)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 21, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U728572

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 21, 2013 DATE REPORTED: Jul 04, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.38 0.127E5492871 (4478680)
3.58 0.010E5492872 (4478681)
3.10 0.019E5492873 (4478682)
3.10 0.014E5492874 (4478683)
3.00 0.010E5492875 (4478684)
2.66 0.022E5492876 (4478685)
3.84 0.085E5492877 (4478686)
3.52 0.051E5492878 (4478687)
4.00 0.004E5492879 (4478688)
3.70 0.028E5492880 (4478689)
0.08 0.479E5492881 (4478690)
2.10 0.824E5492882 (4478691)
3.44 0.020E5492883 (4478692)
3.06 0.020E5492884 (4478693)
3.26 0.031E5492885 (4478694)
3.00 0.019E5492886 (4478695)
3.26 0.009E5492887 (4478696)
2.30 0.287E5492888 (4478697)
1.62 0.424E5492889 (4478698)
1.60 0.003E5492890 (4478699)
3.12 0.888E5492891 (4478700)
2.24 0.987E5492892 (4478701)
2.12 0.272E5492893 (4478702)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 21, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U728572

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 21, 2013 DATE REPORTED: Jul 04, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492840 0.0114 0.0129 12.3% E5492852 0.097 0.101 4.0% E5492865 0.011 0.013 16.7% E5492877 0.085 0.118

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5492890 0.003 0.006

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U728572
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.9 107% 90% - 110% 0.792 0.78 99% 90% - 110% 1.40 1.38 98% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U728572
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U728572

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jul 12, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U730134AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.10 0.972E5492894 (4496273)
2.50 0.031E5492895 (4496274)
3.90 0.016E5492896 (4496275)
3.84 0.003E5492897 (4496276)
3.98 0.008E5492898 (4496277)
0.08 0.874E5492899 (4496278)
3.80 0.003E5492900 (4496279)
3.84 0.005E5492901 (4496280)
4.26 0.001E5492902 (4496281)
3.72 0.003E5492903 (4496282)
3.80 0.005E5492904 (4496283)
3.88 0.005E5492905 (4496284)
3.62 0.128E5492906 (4496285)
3.58 0.150E5492907 (4496286)
1.52 0.174E5492908 (4496287)
1.20 <0.001E5492909 (4496288)
2.18 0.890E5492910 (4496289)
2.36 0.826E5492911 (4496290)
3.40 0.130E5492912 (4496291)
3.14 0.005E5492913 (4496292)
3.20 0.066E5492914 (4496293)
0.92 0.089E5492915 (4496294)
3.52 0.206E5492916 (4496295)
3.02 1.07E5492917 (4496296)
3.64 0.489E5492918 (4496297)
0.10 0.854E5492919 (4496298)
3.90 <0.001E5492920 (4496299)
3.44 0.400E5492921 (4496301)
2.30 0.971E5492922 (4496302)
1.70 0.704E5492923 (4496303)
1.62 0.746E5492924 (4496304)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 27, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U730134

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 26, 2013 DATE REPORTED: Jul 12, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.70 0.194E5492925 (4496305)
2.06 0.621E5492926 (4496306)
2.86 0.270E5492927 (4496307)
2.54 0.262E5492928 (4496308)
1.24 0.256E5492929 (4496309)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 27, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U730134

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 26, 2013 DATE REPORTED: Jul 12, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492894 0.972 1.02 4.8% E5492906 0.128 0.095 29.6% E5492920 < 0.001 0.217

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U730134
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.8 101% 90% - 110% 7.4 7 95% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U730134
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U730134

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Ron Cardinall, Certified Assayer - Director - Technical Services (Mining)SOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Jul 29, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U735528AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.38 0.263E5492930 (4542022)
1.46 0.385E5492931 (4542024)
3.82 0.018E5492932 (4542025)
2.54 0.010E5492933 (4542026)
3.90 0.002E5492934 (4542027)
3.98 0.012E5492935 (4542028)
4.22 0.031E5492936 (4542029)
3.70 0.048E5492937 (4542030)
4.04 0.016E5492938 (4542031)
0.08 0.930E5492939 (4542032)
3.72 0.050E5492940 (4542033)
3.90 0.051E5492941 (4542034)
2.14 0.007E5492942 (4542035)
1.54 0.295E5492943 (4542036)
2.36 0.308E5492944 (4542037)
3.16 0.017E5492945 (4542038)
0.72 0.803E5492946 (4542039)
3.68 0.179E5492947 (4542041)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U735528

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 12, 2013 DATE REPORTED: Jul 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492930 0.263 0.244 7.5% E5492942 0.007 0.004

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U735528
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.28 91% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U735528
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U735528

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Aug 13, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U743295AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.74 0.234E5492948 (4612320)
1.14 0.018E5492949 (4612321)
3.82 0.033E5492950 (4612322)
2.44 0.045E5492951 (4612323)
2.84 0.013E5492952 (4612324)
2.34 0.084E5492953 (4612325)
2.72 0.031E5492954 (4612326)
2.80 0.013E5492955 (4612327)
3.78 0.043E5492956 (4612328)
3.36 0.223E5492957 (4612329)
3.38 0.037E5492958 (4612330)
0.08 1.04E5492959 (4612331)
2.24 0.293E5492960 (4612332)
1.74 0.688E5492961 (4612333)
1.14 1.77E5492962 (4612334)
2.42 0.104E5492963 (4612335)
2.86 0.018E5492964 (4612336)
3.50 0.013E5492965 (4612337)
2.50 0.007E5492966 (4612338)
1.44 0.012E5492967 (4612339)
3.34 0.007E5492968 (4612340)
1.38 0.002E5492969 (4612341)
2.04 0.141E5492970 (4612342)
2.22 0.211E5492971 (4612343)
2.22 0.120E5492972 (4612344)
0.88 0.787E5492973 (4612345)
2.88 0.114E5492974 (4612346)
3.12 0.161E5492975 (4612347)
2.26 0.093E5492976 (4612348)
2.40 0.162E5492977 (4612349)
2.20 0.082E5492978 (4612350)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 02, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U743295

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 02, 2013 DATE REPORTED: Aug 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.02 0.159E5492979 (4612351)
0.08 1.03E5492980 (4612352)
2.68 0.209E5492981 (4612353)
2.62 0.187E5492982 (4612354)
0.92 0.018E5492983 (4612355)
1.52 0.041E5492984 (4612356)
1.42 0.026E5492985 (4612357)
2.16 0.027E5492986 (4612358)
2.30 0.233E5492987 (4612359)
1.96 0.102E5492988 (4612360)
2.60 0.156E5492989 (4612361)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 02, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U743295

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 02, 2013 DATE REPORTED: Aug 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492948 0.234 0.225 3.9% E5492960 0.293 0.343 15.7% E5492973 0.787 0.903 13.7% E5492985 0.0264 0.0350 28.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U743295
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.6 103% 90% - 110% 0.792 0.861 109% 90% - 110% 1.40 1.35 97% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U743295
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U743295

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Aug 19, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U744551AGAT WORK ORDER:

ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.04 0.056E5492990 (4626894)
2.30 0.071E5492991 (4626895)
2.10 0.022E5492992 (4626896)
2.84 0.122E5492993 (4626897)
2.72 0.185E5492994 (4626898)
2.10 0.277E5492995 (4626899)
2.68 0.124E5492996 (4626900)
1.72 0.123E5492997 (4626901)
2.30 0.680E5492998 (4626902)
0.78 0.274E5492999 (4626903)
0.08 2.07E5493000 (4626904)
2.18 0.535E5493001 (4626905)
2.14 0.488E5493002 (4626906)
2.08 0.559E5493003 (4626907)
2.16 0.412E5493004 (4626908)
2.22 0.343E5493005 (4626909)
2.40 0.413E5493006 (4626910)
1.82 0.243E5493007 (4626911)
1.30 0.006E5493008 (4626912)
2.32 0.261E5493009 (4626913)
2.66 0.636E5493010 (4626914)
3.32 0.783E5493011 (4626915)
3.30 0.329E5493012 (4626916)
3.22 0.413E5493013 (4626917)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 07, 2013

Certificate of Analysis

ATTENTION TO: CRAIG TODDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U744551

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 07, 2013 DATE REPORTED: Aug 19, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492990 0.056 0.030 E5493002 0.488 0.514 5.2%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U744551
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.26 90% 90% - 110% 7.4 8.2 110% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U744551
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U744551

Method Summary

ATTENTION TO: CRAIG TODD
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Aug 15, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U745473AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.36 0.127E5493014 (4633891)
3.20 0.193E5493015 (4633892)
3.34 0.284E5493016 (4633893)
2.98 0.056E5493017 (4633894)
3.28 0.477E5493018 (4633895)
1.94 0.545E5493019 (4633896)
0.10 0.898E5493020 (4633897)
1.66 0.186E5493021 (4633898)
1.66 0.362E5493022 (4633899)
3.18 3.46E5493023 (4633900)
2.98 0.210E5493024 (4633901)
2.06 0.207E5493025 (4633902)
2.76 0.396E5493026 (4633903)
2.64 1.38E5493027 (4633904)
2.62 1.23E5493028 (4633905)
1.62 0.464E5493029 (4633906)
1.28 0.009E5493030 (4633907)
2.62 0.402E5493031 (4633908)
3.46 0.069E5493032 (4633909)
3.32 0.021E5493033 (4633910)
2.62 0.006E5493034 (4633911)
2.60 0.009E5493035 (4633912)
2.20 0.033E5493036 (4633913)
2.42 0.028E5493037 (4633914)
3.14 0.065E5493038 (4633915)
2.94 0.028E5493039 (4633916)
0.08 0.848E5493040 (4633917)
1.92 0.086E5493041 (4633918)
2.08 0.249E5493042 (4633919)
2.42 1.61E5493043 (4633920)
3.08 0.507E5493044 (4633921)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 09, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U745473

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 09, 2013 DATE REPORTED: Aug 15, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.96 0.813E5493045 (4633922)
2.80 0.382E5493046 (4633923)
3.30 0.787E5493047 (4633924)
3.14 0.228E5493048 (4633925)
2.94 0.057E5493049 (4633926)
1.12 0.007E5493050 (4633927)
2.98 0.866E5493051 (4633928)
2.16 1.77E5493052 (4633929)
3.10 2.16E5493053 (4633930)
2.88 2.57E5493054 (4633931)
0.86 3.18E5493055 (4633932)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 09, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U745473

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 09, 2013 DATE REPORTED: Aug 15, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5493014 0.127 0.134 5.4% E5493026 0.396 0.405 2.2% E5493039 0.028 0.031 10.2% E5493051 0.866 0.801 7.8%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U745473
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.38 99% 90% - 110% 7.4 7 95% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U745473
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U745473

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Sep 04, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U748119AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.68 1.87E5493056 (4657663)
3.48 1.65E5493057 (4657664)
3.80 6.64E5493058 (4657665)
0.08 0.458E5493059 (4657666)
1.82 0.054E5491814 (4657667)
1.98 0.044E5491815 (4657668)
1.86 0.045E5491816 (4657669)
1.80 2.47E5491817 (4657670)
2.34 >10 29.2E5491818 (4657671)
1.86 3.02E5491819 (4657672)
2.58 0.594E5491820 (4657673)
3.62 0.115E5491821 (4657674)
3.44 0.141E5491822 (4657675)
1.50 5.70E5491823 (4657676)
1.32 0.045E5491824 (4657677)
1.16 >10 18.3E5491825 (4657678)
3.20 5.30E5491826 (4657679)
3.08 3.15E5491827 (4657680)
1.82 7.63E5491828 (4657681)
3.58 2.43E5491829 (4657683)
3.70 2.21E5491830 (4657684)
3.00 0.569E5491831 (4657685)
0.08 2.00E5491832 (4657686)
3.16 1.86E5491833 (4657687)
2.48 1.04E5491834 (4657688)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748119

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 04, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5493056 1.87 1.85 1.1% E5491822 0.141 0.130 8.1% E5491834 1.04 1.02 1.9%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748119
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 6.8 92% 90% - 110% 1.40 1.3 93% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748119
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U748119

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Apr 22, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U706027AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

2.08 0.075E5491835 (4268045)
1.90 0.053E5491836 (4268046)
2.08 0.074E5491837 (4268047)
2.82 0.272E5491838 (4268048)
1.08 0.269E5491839 (4268049)
2.68 0.326E5491840 (4268050)
2.22 0.664E5491841 (4268051)
1.92 0.533E5491842 (4268052)
1.78 0.443E5491843 (4268053)
2.46 0.706E5491844 (4268054)
2.36 0.607E5491845 (4268055)
1.14 0.257E5491846 (4268056)
1.56 0.700E5491847 (4268057)
0.08 8.94E5491848 (4268058)
2.18 1.96E5491849 (4268059)
2.40 1.02E5491850 (4268060)
2.28 5.83E5491851 (4268061)
2.14 >10 11.2E5491852 (4268062)
1.72 1.02E5491853 (4268063)
0.62 0.219E5491854 (4268064)
1.94 0.038E5491855 (4268065)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 16, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U706027

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 16, 2013 DATE REPORTED: Apr 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491835 0.075 0.074 1.3% E5491847 0.700 0.690 1.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U706027
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.5 101% 90% - 110% 1.40 1.44 103% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U706027
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U706027

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Aug 22, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U744539AGAT WORK ORDER:

ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.62 0.007E5491856 (4626701)
1.88 0.018E5491857 (4626702)
2.24 0.018E5491858 (4626703)
3.62 0.012E5491859 (4626704)
0.78 0.002E5491860 (4626705)
3.68 0.086E5491861 (4626707)
3.46 0.034E5491862 (4626708)
3.32 0.136E5491863 (4626709)
3.20 0.017E5491864 (4626710)
3.66 0.124E5491865 (4626711)
2.02 0.037E5491866 (4626712)
2.12 2.19E5491867 (4626713)
1.06 0.379E5491868 (4626714)
1.36 2.16E5491869 (4626715)
0.08 3.76E5491870 (4626716)
4.20 0.070E5491871 (4626717)
3.46 0.051E5491872 (4626718)
4.24 0.010E5491873 (4626719)
4.42 0.027E5491874 (4626720)
3.90 0.025E5491875 (4626721)
3.54 0.013E5491876 (4626722)
0.62 2.47E5491877 (4626723)
0.84 0.006E5491878 (4626724)
3.70 0.024E5491879 (4626725)
4.04 0.024E5491880 (4626726)
3.74 0.040E5491881 (4626727)
3.62 0.008E5491882 (4626728)
3.34 0.201E5491883 (4626729)
3.64 0.041E5491884 (4626730)
3.26 0.016E5491885 (4626731)
3.36 0.004E5491886 (4626732)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 07, 2013

Certificate of Analysis

ATTENTION TO: CRAIG TODDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U744539

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 07, 2013 DATE REPORTED: Aug 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.42 0.008E5491887 (4626733)
3.28 0.037E5491888 (4626734)
3.52 0.296E5491889 (4626735)
0.10 0.958E5491890 (4626736)
3.40 0.039E5491891 (4626737)
2.36 1.24E5491892 (4626738)
3.06 0.021E5491893 (4626739)
3.40 0.075E5491894 (4626740)
2.92 0.011E5491895 (4626741)
2.42 0.139E5491896 (4626742)
2.46 0.113E5491897 (4626743)
3.58 2.09E5491898 (4626744)
0.60 0.007E5491899 (4626745)
2.28 0.056E5491900 (4626746)
2.86 0.187E5491901 (4626747)
2.90 0.052E5491902 (4626748)
3.12 0.378E5491903 (4626749)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 07, 2013

Certificate of Analysis

ATTENTION TO: CRAIG TODDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U744539

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 07, 2013 DATE REPORTED: Aug 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491866 0.037 0.037 0.0% E5491868 0.379 0.398 4.9% E5491882 0.008 0.008 0.0% E5491894 0.0748 0.0643 15.1%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U744539
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (Cm14) CRM #3 (GS7E) CRM #4 (1p5f)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.35 96% 90% - 110% 0.792 0.771 97% 90% - 110% 7.4 7.4 101% 90% - 110% 1.40 1.37 98% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U744539
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U744539

Method Summary

ATTENTION TO: CRAIG TODD
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Aug 19, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U745486AGAT WORK ORDER:

ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.50 0.528E5491904 (4634041)
3.78 0.566E5491905 (4634042)
3.44 0.621E5491906 (4634043)
2.72 0.295E5491907 (4634044)
2.82 0.238E5491908 (4634045)
2.36 1.83E5491909 (4634046)
0.08 3.15E5491910 (4634047)
3.88 1.57E5491911 (4634048)
3.06 0.174E5491912 (4634049)
3.22 0.210E5491913 (4634050)
2.82 0.072E5491914 (4634051)
2.66 0.137E5491915 (4634052)
2.36 0.230E5491916 (4634053)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 09, 2013

Certificate of Analysis

ATTENTION TO: CRAIG TODDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U745486

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 09, 2013 DATE REPORTED: Aug 19, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5491904 0.528 0.542 2.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U745486
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 8.2 110% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U745486
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U745486

Method Summary

ATTENTION TO: CRAIG TODD
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Sep 06, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U748090AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.86 0.100E5491917 (4657270)
3.22 0.440E5491918 (4657271)
2.74 1.08E5491919 (4657272)
1.74 0.005E5491920 (4657273)
3.00 0.112E5491921 (4657274)
3.26 0.111E5491922 (4657275)
2.42 0.038E5491923 (4657276)
2.10 0.021E5491924 (4657277)
3.40 0.246E5491925 (4657278)
3.12 0.066E5491926 (4657279)
2.14 0.005E5491927 (4657280)
2.20 0.011E5491928 (4657281)
2.64 0.379E5491929 (4657282)
0.10 0.047E5491930 (4657283)
2.50 0.235E5491931 (4657284)
2.26 1.02E5491932 (4657285)
2.30 0.327E5491933 (4657286)
2.62 0.238E5491934 (4657287)
1.46 0.181E5491935 (4657288)
2.30 1.17E5491936 (4657289)
3.84 0.097E5491937 (4657290)
1.98 0.111E5491938 (4657291)
2.08 0.008E5491939 (4657292)
1.58 0.261E5491940 (4657293)
1.20 0.007E5491941 (4657294)
2.68 0.074E5491942 (4657295)
3.66 0.014E5491943 (4657296)
3.66 0.015E5491944 (4657297)
2.86 0.023E5491945 (4657298)
2.56 0.012E5491946 (4657299)
2.68 0.046E5491947 (4657300)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748090

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 06, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.92 0.402E5491948 (4657301)
2.68 0.137E5491949 (4657302)
0.10 1.05E5491950 (4657303)
2.86 0.270E5491951 (4657304)
2.56 0.309E5491952 (4657305)
2.66 0.096E5491953 (4657306)
2.02 0.011E5491954 (4657307)
3.50 0.080E5491955 (4657308)
3.16 0.062E5491956 (4657309)
3.22 0.029E5491957 (4657310)
3.44 0.006E5491958 (4657311)
1.58 0.025E5491959 (4657312)
3.40 0.028E5491960 (4657313)
3.44 0.048E5491961 (4657314)
3.40 0.053E5491962 (4657315)
3.60 0.058E5491963 (4657316)
2.90 0.105E5491964 (4657317)
3.56 0.068E5491965 (4657318)
3.48 0.161E5491966 (4657319)
3.42 0.023E5491967 (4657320)
3.24 0.011E5491968 (4657321)
3.52 0.010E5491969 (4657322)
0.08 1.06E5491970 (4657323)
3.72 0.007E5491971 (4657324)
3.76 0.013E5491972 (4657325)
3.78 0.004E5491973 (4657326)
3.64 0.058E5491974 (4657327)
3.40 0.746E5491975 (4657328)
1.64 1.04E5491976 (4657329)
2.52 0.865E5491977 (4657330)
3.44 0.035E5491978 (4657331)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748090

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 06, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.68 0.033E5491979 (4657332)
2.78 0.004E5491980 (4657333)
1.46 0.006E5491981 (4657334)
2.74 0.004E5491982 (4657335)
2.58 0.019E5491983 (4657336)
2.64 0.011E5491984 (4657337)
2.34 0.003E5491985 (4657338)
2.20 0.002E5491986 (4657339)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748090

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 06, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491917 0.100 0.073 E5491929 0.379 0.329 14.1% E5491942 0.0740 0.0714 3.6% E5491954 0.011 0.015

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5491967 0.023 0.041

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748090
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F) CRM #3 (CM14) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.8 106% 90% - 110% 1.40 1.42 101% 90% - 110% 0.792 0.832 105% 90% - 110% 7.4 7.9 106% 90% - 110%

CRM #5 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.3 93% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748090
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U748090

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Jun 17, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U719402AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.68 0.013E5513637 (4391206)
1.42 0.161E5513638 (4391207)
2.14 9.57E5513639 (4391208)
1.20 0.039E5513640 (4391209)
2.32 0.037E5513641 (4391210)
1.54 1.14E5513642 (4391211)
1.02 1.50E5513643 (4391212)
3.14 0.237E5513644 (4391213)
2.42 0.828E5513645 (4391214)
3.58 0.092E5513646 (4391215)
3.60 0.032E5513647 (4391216)
3.40 0.181E5513648 (4391217)
3.78 0.006E5513649 (4391218)
0.10 2.01E5513650 (4391219)
3.52 0.031E5513651 (4391220)
3.64 0.024E5513652 (4391221)
3.88 0.034E5513653 (4391222)
1.96 0.106E5513654 (4391223)
1.66 0.133E5513655 (4391224)
1.98 0.436E5513656 (4391225)
2.78 0.440E5513657 (4391226)
2.64 0.285E5513658 (4391227)
1.52 0.400E5513659 (4391228)
0.98 0.005E5513660 (4391229)
2.40 0.077E5513661 (4391230)
0.92 0.638E5513662 (4391231)
1.14 0.115E5513663 (4391232)
2.56 0.124E5513664 (4391233)
2.40 0.142E5513665 (4391234)
2.08 2.97E5513666 (4391235)
2.18 0.477E5513667 (4391236)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U719402

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 28, 2013 DATE REPORTED: Jun 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.14 0.311E5513668 (4391237)
2.38 0.320E5513669 (4391238)
0.10 0.921E5513670 (4391239)
2.74 0.326E5513671 (4391240)
2.64 0.039E5513672 (4391241)
2.82 0.052E5513673 (4391242)
3.34 0.056E5513674 (4391243)
1.98 0.090E5513675 (4391244)
1.52 0.226E5513676 (4391245)
3.12 0.214E5513677 (4391246)
3.38 0.102E5513678 (4391247)
3.14 0.195E5513679 (4391248)
1.06 0.003E5513680 (4391249)
3.18 0.395E5513681 (4391250)
3.12 0.083E5513682 (4391251)
3.04 0.123E5513683 (4391252)
3.16 0.113E5513684 (4391253)
3.16 0.043E5513685 (4391254)
1.16 0.126E5513686 (4391255)
1.78 1.47E5513687 (4391256)
0.10 3.27E5513688 (4391257)
1.36 7.56E5513689 (4391258)
2.46 0.199E5513690 (4391259)
3.60 0.702E5513691 (4391260)
2.02 0.015E5513692 (4391261)
2.72 0.166E5513693 (4391262)
3.80 0.218E5513694 (4391263)
3.60 1.66E5513695 (4391264)
3.06 0.224E5513696 (4391265)
2.64 0.250E5513697 (4391266)
4.22 0.298E5513698 (4391267)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U719402

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 28, 2013 DATE REPORTED: Jun 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.14 0.052E5513699 (4391268)
1.08 0.004E5513700 (4391269)
3.00 0.195E5513701 (4391270)
2.22 0.019E5513702 (4391271)
2.10 0.979E5513703 (4391272)
0.84 0.308E5513704 (4391273)
2.34 0.341E5513705 (4391274)
3.18 0.309E5513706 (4391275)
3.62 0.840E5513707 (4391276)
2.24 0.206E5513708 (4391277)
2.78 0.267E5513709 (4391278)
0.10 1.35E5513710 (4391279)
3.14 0.952E5513711 (4391280)
2.98 0.272E5513712 (4391281)
2.68 0.314E5513713 (4391282)
1.38 0.288E5513714 (4391283)
1.00 0.126E5513715 (4391284)
3.54 0.177E5513716 (4391285)
1.42 0.119E5513717 (4391286)
1.52 0.400E5513718 (4391287)
1.90 0.677E5513719 (4391288)
0.10 2.16E5513720 (4391289)
2.44 0.430E5513721 (4391290)
3.20 1.08E5513722 (4391291)
2.46 0.248E5513723 (4391292)
1.82 0.703E5513724 (4391293)
2.66 0.870E5513725 (4391294)
1.70 0.282E5513726 (4391295)
2.52 0.237E5513727 (4391296)
2.40 0.673E5513728 (4391297)
1.68 0.215E5513729 (4391298)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U719402

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 28, 2013 DATE REPORTED: Jun 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.88 0.205E5513730 (4391299)
1.38 0.227E5513731 (4391300)
1.52 1.30E5513732 (4391301)
1.10 0.004E5513733 (4391302)
1.46 0.981E5513734 (4391303)
2.06 0.045E5513735 (4391304)
1.86 0.250E5513736 (4391305)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U719402

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 28, 2013 DATE REPORTED: Jun 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513712 0.272 0.284 4.3% E5513649 0.0064 0.0079 21.0% E5513736 0.250 0.267 6.6% E5513674 0.056 0.077

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513687 1.47 1.53 4.0% E5513700 0.0035 0.0034 2.9%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U719402
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (CM14) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.854 108% 90% - 110% 1.40 1.4 100% 90% - 110% 0.792 0.720 90% 90% - 110% 1.40 1.39 99% 90% - 110%

CRM #5 (GS7E) CRM #6 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.1 96% 90% - 110% 1.40 1.31 93% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U719402
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U719402

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

May 08, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U709884AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

2.74 0.511E5489670 (4299985)
2.66 0.615E5489671 (4299986)
0.96 0.227E5489672 (4299987)
0.96 0.023E5489673 (4299988)
1.52 0.010E5489674 (4299989)
0.88 0.007E5489675 (4299990)
1.40 0.065E5489676 (4299991)
1.46 0.011E5489677 (4299992)
0.86 1.79E5489678 (4299993)
1.18 0.003E5489679 (4299994)
2.66 0.015E5489680 (4299995)
2.24 0.527E5489681 (4299996)
1.24 0.064E5489682 (4299997)
0.68 0.023E5489683 (4299998)
2.56 0.036E5489684 (4299999)
3.06 0.010E5489685 (4300000)
3.36 0.025E5489686 (4300001)
2.82 0.031E5489687 (4300002)
1.50 0.215E5489688 (4300003)
0.08 1.38E5489689 (4300004)
2.32 0.005E5489690 (4300005)
2.20 0.006E5489691 (4300006)
2.20 0.003E5489692 (4300007)
1.96 0.006E5489693 (4300008)
0.74 0.030E5489694 (4300009)
2.74 0.012E5489695 (4300010)
3.26 0.010E5489696 (4300011)
1.62 0.017E5489697 (4300012)
1.52 0.093E5489698 (4300013)
1.04 0.003E5489699 (4300014)
3.56 0.019E5489700 (4300015)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709884

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.04 0.012E5489701 (4300016)
3.74 0.018E5489702 (4300017)
2.96 0.014E5489703 (4300018)
1.24 0.030E5489704 (4300019)
2.56 0.051E5489705 (4300020)
1.28 0.396E5489706 (4300021)
1.40 1.28E5489707 (4300022)
2.22 2.03E5489708 (4300023)
0.10 2.22E5489709 (4300024)
1.74 2.02E5489710 (4300025)
1.62 0.448E5489711 (4300026)
1.80 1.26E5489712 (4300027)
2.02 0.952E5489713 (4300028)
2.20 2.84E5489714 (4300029)
0.86 3.08E5489715 (4300030)
1.34 0.131E5489716 (4300031)
2.88 6.91E5489717 (4300032)
3.38 1.37E5489718 (4300033)
1.00 0.041E5489719 (4300034)
0.68 1.74E5489720 (4300035)
2.78 0.020E5489721 (4300036)
2.76 0.029E5489722 (4300037)
1.34 2.15E5489723 (4300038)
2.68 >10 18.6E5489724 (4300039)
2.50 >10 12.6E5489725 (4300040)
3.48 0.648E5489726 (4300041)
1.34 0.901E5489727 (4300042)
1.86 1.22E5489728 (4300043)
0.08 3.47E5489729 (4300044)
2.90 0.258E5489730 (4300045)
2.64 0.276E5489731 (4300046)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709884

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

2.44 0.154E5489732 (4300047)
2.30 0.414E5489733 (4300048)
1.18 0.279E5489734 (4300049)
2.44 0.295E5489735 (4300050)
2.32 1.35E5489736 (4300051)
2.20 0.181E5489737 (4300052)
2.40 0.402E5489738 (4300053)
1.34 0.001E5489739 (4300054)
2.96 0.105E5489740 (4300055)
1.76 0.090E5489741 (4300056)
1.10 0.245E5489742 (4300057)
2.06 0.090E5489743 (4300058)
3.24 0.097E5489744 (4300059)
1.76 0.142E5489745 (4300060)
1.08 0.095E5489746 (4300061)
1.98 0.096E5489747 (4300062)
2.10 0.134E5489748 (4300063)
0.10 1.40E5489749 (4300064)
1.58 0.071E5489750 (4300065)
1.30 0.082E5489751 (4300066)
3.54 0.094E5489752 (4300067)
1.54 0.188E5489753 (4300068)
2.28 0.239E5489754 (4300069)
1.62 0.611E5489755 (4300070)
1.86 0.116E5489756 (4300071)
2.14 0.142E5489757 (4300072)
3.28 0.063E5489758 (4300073)
1.08 0.239E5489759 (4300074)
3.28 0.195E5489760 (4300075)
2.16 0.062E5489761 (4300076)
3.02 0.082E5489762 (4300077)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709884

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.30 0.317E5489763 (4300078)
2.56 0.087E5489764 (4300079)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709884

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489670 0.511 0.252 E5489683 0.023 0.003 E5489695 0.012 0.011 8.7% E5489708 2.03 1.97 3.0%

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489720 1.74 1.72 1.2% E5489733 0.414 0.287 E5489745 0.142 0.164 14.4% E5489758 0.0625 0.0587 6.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U709884
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (GS7E) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.743 94% 90% - 110% 1.40 1.47 105% 90% - 110% 7.4 7.3 99% 90% - 110% 0.792 0.76 96% 90% - 110%

CRM #5 (1P5F) CRM #6 (GS7E) CRM #7 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.38 99% 90% - 110% 7.4 7.6 103% 90% - 110% 0.792 0.717 91% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U709884
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U709884

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

May 08, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U709888AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.54 0.134E5489924 (4300084)
2.58 0.043E5489925 (4300085)
2.28 0.030E5489926 (4300086)
2.02 2.15E5489927 (4300087)
2.28 0.278E5489928 (4300088)
0.10 6.52E5489929 (4300089)
0.94 0.361E5489930 (4300090)
2.08 0.284E5489931 (4300091)
2.90 0.087E5489932 (4300092)
2.52 0.169E5489933 (4300093)
2.62 0.095E5489934 (4300094)
2.12 0.016E5489935 (4300095)
3.42 0.011E5489936 (4300096)
2.66 0.007E5489937 (4300097)
1.26 0.151E5489938 (4300098)
1.26 0.008E5489939 (4300099)
2.48 0.050E5489940 (4300100)
2.34 0.087E5489941 (4300101)
2.78 0.076E5489942 (4300102)
1.70 0.028E5489943 (4300103)
2.42 1.45E5489944 (4300104)
2.22 0.054E5489945 (4300105)
3.44 0.149E5489946 (4300106)
2.80 0.012E5489947 (4300107)
2.36 0.026E5489948 (4300108)
0.10 1.43E5489949 (4300109)
1.60 0.035E5489950 (4300110)
1.04 0.069E5489951 (4300111)
1.48 0.017E5489952 (4300112)
2.00 0.007E5489953 (4300113)
1.98 0.015E5489954 (4300114)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709888

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.64 0.018E5489955 (4300115)
1.60 0.038E5489956 (4300116)
0.98 0.239E5489957 (4300117)
2.76 0.011E5489958 (4300118)
1.08 0.005E5489959 (4300119)
2.00 0.378E5489960 (4300120)
1.78 0.204E5489961 (4300121)
4.12 0.039E5489962 (4300122)
3.10 0.009E5489963 (4300123)
1.66 0.109E5489964 (4300124)
3.56 0.077E5489965 (4300125)
3.64 0.012E5489966 (4300126)
2.40 0.008E5489967 (4300127)
2.36 0.010E5489968 (4300128)
0.10 2.18E5489969 (4300129)
1.94 0.016E5489970 (4300130)
1.86 0.114E5489971 (4300131)
4.02 0.122E5489972 (4300132)
3.30 0.009E5489973 (4300133)
2.86 0.077E5489974 (4300134)
2.80 0.095E5489975 (4300135)
3.26 0.177E5489976 (4300136)
2.26 0.012E5489977 (4300137)
2.00 0.025E5489978 (4300138)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709888

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 08, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489924 0.134 0.144 7.2% E5489936 0.011 0.010 9.5% E5489950 0.0354 0.0383 7.9% E5489962 0.039 0.039 0.0%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5489974 0.0770 0.0878 13.1%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U709888
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E) CRM #3 (CM14) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.51 108% 90% - 110% 7.4 7.5 101% 90% - 110% 0.792 0.799 101% 90% - 110% 1.40 1.51 108% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U709888
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U709888

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Jun 18, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U721562AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.78 0.096E5489765 (4412739)
1.16 0.173E5489766 (4412740)
2.40 0.075E5489767 (4412741)
1.62 0.116E5489768 (4412742)
0.10 1.03E5489769 (4412743)
2.28 0.054E5489770 (4412744)
3.34 0.029E5489771 (4412745)
3.40 0.049E5489772 (4412746)
1.36 0.059E5489773 (4412747)
3.14 0.072E5489774 (4412748)
2.44 0.073E5489775 (4412749)
1.66 0.074E5489776 (4412750)
2.78 0.026E5489777 (4412751)
2.80 0.218E5489778 (4412752)
1.24 0.002E5489779 (4412753)
2.44 0.062E5489780 (4412754)
2.62 0.067E5489781 (4412755)
2.98 0.045E5489782 (4412756)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 31, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U721562

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 03, 2013 DATE REPORTED: Jun 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489765 0.0962 0.104 7.8% E5489777 0.0255 0.0246 3.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U721562
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.36 97% 90% - 110% 0.792 0.717 91% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U721562
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U721562

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Jun 29, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U725957AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.34 0.075E5489783 (4453643)
1.96 0.056E5489784 (4453644)
2.22 0.093E5489785 (4453645)
3.56 0.399E5489786 (4453646)
2.68 0.042E5489787 (4453647)
3.64 0.077E5489788 (4453648)
0.10 0.792E5489789 (4453649)
1.76 0.069E5489790 (4453650)
1.92 0.241E5489791 (4453651)
1.58 0.126E5489792 (4453652)
3.62 0.036E5489793 (4453653)
2.44 0.108E5489794 (4453654)
2.28 0.032E5489795 (4453655)
3.80 0.079E5489796 (4453656)
3.54 0.084E5489797 (4453657)
2.30 0.052E5489798 (4453658)
1.08 0.004E5489799 (4453659)
1.40 0.095E5489800 (4453660)
3.46 0.118E5489801 (4453661)
2.84 0.055E5489802 (4453662)
3.58 0.084E5489803 (4453663)
3.48 <0.001E5489804 (4453664)
3.28 0.093E5489805 (4453665)
2.64 0.210E5489806 (4453666)
2.42 <0.001E5489807 (4453667)
0.94 0.323E5489808 (4453668)
0.08 0.469E5489809 (4453669)
2.88 0.076E5489810 (4453670)
2.28 0.062E5489811 (4453671)
3.28 0.061E5489812 (4453672)
2.52 0.064E5489813 (4453673)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U725957

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 14, 2013 DATE REPORTED: Jun 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.26 0.022E5489814 (4453674)
1.80 0.100E5489815 (4453675)
1.96 0.033E5489816 (4453676)
2.10 0.157E5489817 (4453677)
2.18 0.044E5489818 (4453678)
2.36 0.070E5489819 (4453679)
0.92 0.002E5489820 (4453680)
2.26 0.062E5489821 (4453681)
2.94 0.133E5489822 (4453682)
3.54 0.018E5489823 (4453683)
3.22 0.046E5489824 (4453684)
3.62 0.050E5489825 (4453685)
3.42 0.038E5489826 (4453686)
3.56 0.074E5489827 (4453687)
3.42 0.082E5489828 (4453688)
0.08 0.979E5489829 (4453689)
3.42 0.086E5489830 (4453690)
3.46 0.045E5489831 (4453691)
3.64 0.048E5489832 (4453692)
3.34 0.074E5489833 (4453693)
3.34 0.100E5489834 (4453694)
1.44 0.029E5489835 (4453695)
0.92 0.066E5489836 (4453696)
1.74 0.087E5489837 (4453697)
3.36 0.101E5489838 (4453698)
0.78 0.003E5489839 (4453699)
3.38 0.109E5489840 (4453700)
2.70 0.113E5489841 (4453701)
1.58 0.065E5489842 (4453702)
3.32 0.327E5489843 (4453703)
1.88 0.029E5489844 (4453704)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U725957

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 14, 2013 DATE REPORTED: Jun 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.80 0.025E5489845 (4453705)
3.12 0.181E5489846 (4453706)
1.66 0.129E5489847 (4453707)
3.34 0.071E5489848 (4453708)
0.08 1.08E5489849 (4453709)
3.42 0.067E5489850 (4453710)
3.58 0.031E5489851 (4453711)
3.04 0.046E5489852 (4453712)
2.92 0.179E5489853 (4453713)
2.34 0.019E5489854 (4453714)
1.10 0.017E5489855 (4453715)
1.12 0.040E5489856 (4453716)
3.40 0.029E5489857 (4453717)
3.40 0.020E5489858 (4453718)
1.10 0.008E5489859 (4453719)
3.64 0.015E5489860 (4453720)
3.44 0.008E5489861 (4453721)
2.46 0.004E5489862 (4453722)
2.82 0.021E5489863 (4453723)
1.88 0.130E5489864 (4453724)
2.42 0.033E5489865 (4453725)
2.66 0.013E5489866 (4453726)
3.44 0.029E5489867 (4453727)
3.08 0.254E5489868 (4453728)
2.26 0.047E5489869 (4453729)
0.10 0.943E5489870 (4453730)
1.94 0.029E5489871 (4453731)
3.50 0.012E5489872 (4453732)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U725957

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 14, 2013 DATE REPORTED: Jun 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489783 0.0745 0.0738 0.9% E5489795 0.0323 0.0393 19.6% E5489808 0.323 0.349 7.7% E5489820 0.002 0.002 0.0%

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489833 0.0744 0.0800 7.3% E5489845 0.0245 0.0234 4.6% E5489858 0.020 0.020 0.0% E5489871 0.029 0.029 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U725957
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (1P5F) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.781 99% 90% - 110% 7.4 7.4 100% 90% - 110% 1.40 1.51 108% 90% - 110% 7.4 7.1 96% 90% - 110%

CRM #5 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.28 91% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U725957
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U725957

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jul 05, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U728580AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.28 0.006E5489873 (4478713)
1.36 0.020E5489874 (4478714)
2.52 0.010E5489875 (4478715)
3.10 0.009E5489876 (4478716)
3.44 0.025E5489877 (4478717)
2.82 0.018E5489878 (4478718)
0.96 <0.001E5489879 (4478719)
3.36 0.020E5489880 (4478720)
2.04 0.024E5489881 (4478721)
2.22 0.024E5489882 (4478722)
2.60 0.026E5489883 (4478723)
1.34 0.095E5489884 (4478724)
2.26 0.031E5489885 (4478725)
2.44 0.034E5489886 (4478726)
1.56 0.166E5489887 (4478727)
2.14 0.352E5489888 (4478728)
2.34 1.37E5489889 (4478729)
0.10 1.98E5489890 (4478730)
2.52 0.167E5489891 (4478731)
2.50 0.025E5489892 (4478732)
2.28 5.20E5489893 (4478733)
2.54 0.048E5489894 (4478734)
3.40 0.094E5489895 (4478735)
2.46 0.008E5489896 (4478736)
2.38 0.044E5489897 (4478737)
2.48 0.056E5489898 (4478738)
1.08 0.001E5489899 (4478739)
2.64 0.163E5489900 (4478740)
2.52 0.050E5489901 (4478741)
2.20 0.051E5489902 (4478742)
2.74 0.029E5489903 (4478743)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 21, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U728580

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 21, 2013 DATE REPORTED: Jul 05, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.86 0.216E5489904 (4478744)
3.34 0.170E5489905 (4478745)
3.46 0.009E5489906 (4478746)
3.26 0.033E5489907 (4478747)
3.64 0.398E5489908 (4478748)
0.08 0.918E5489909 (4478749)
3.50 0.572E5489910 (4478750)
3.52 0.504E5489911 (4478751)
3.18 0.584E5489912 (4478752)
3.20 0.560E5489913 (4478753)
3.50 0.820E5489914 (4478754)
2.42 0.289E5489915 (4478755)
2.56 0.432E5489916 (4478756)
2.18 0.123E5489917 (4478757)
2.62 0.061E5489918 (4478758)
1.14 0.004E5489919 (4478759)
2.82 0.442E5489920 (4478760)
0.96 0.045E5489921 (4478761)
2.02 0.116E5489922 (4478762)
0.98 0.090E5489923 (4478763)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 21, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U728580

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 21, 2013 DATE REPORTED: Jul 05, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489873 0.006 0.005 18.2% E5489885 0.031 0.029 6.7% E5489898 0.056 0.054 3.6% E5489910 0.572 0.585 2.2%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5489923 0.090 0.100 10.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U728580
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.45 103% 90% - 110% 0.792 0.754 95% 90% - 110% 7.4 7.3 99% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U728580
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U728580

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Apr 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U707274AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.28 0.488E5492153 (4277580)
2.04 0.822E5492154 (4277581)
1.48 1.46E5492155 (4277582)
1.78 0.391E5492156 (4277583)
1.84 0.252E5492157 (4277584)
2.20 0.273E5492158 (4277585)
2.58 0.251E5492159 (4277586)
2.46 0.477E5492160 (4277587)
2.14 0.333E5492161 (4277588)
1.22 0.004E5492162 (4277589)
2.00 0.741E5492163 (4277590)
1.86 0.588E5492164 (4277591)
1.26 0.200E5492165 (4277592)
1.08 0.101E5492166 (4277593)
2.20 0.059E5492167 (4277594)
2.42 0.060E5492168 (4277595)
2.30 0.038E5492169 (4277596)
2.12 0.032E5492170 (4277597)
2.40 0.009E5492171 (4277598)
0.10 2.21E5492172 (4277599)
2.28 0.016E5492173 (4277600)
2.22 0.010E5492174 (4277601)
2.32 0.019E5492175 (4277602)
2.16 0.005E5492176 (4277603)
2.36 0.006E5492177 (4277604)
2.24 0.033E5492178 (4277605)
2.32 0.054E5492179 (4277606)
2.00 0.008E5492180 (4277607)
1.60 0.102E5492181 (4277608)
1.34 0.006E5492182 (4277609)
1.52 0.072E5492183 (4277610)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 18, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U707274

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 19, 2013 DATE REPORTED: Apr 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.84 0.076E5492184 (4277611)
2.30 0.021E5492185 (4277612)
2.28 0.123E5492186 (4277613)
1.72 0.078E5492187 (4277614)
1.50 1.85E5492188 (4277615)
2.04 7.82E5492189 (4277616)
2.32 0.090E5492190 (4277617)
2.40 0.169E5492191 (4277618)
0.10 0.970E5492192 (4277619)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 18, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U707274

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 19, 2013 DATE REPORTED: Apr 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492153 0.488 0.494 1.2% E5492165 0.200 0.193 3.6% E5492178 0.033 0.040 19.2% E5492190 0.090 0.067 29.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U707274
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (1P5F) CRM #4 (Gs7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.55 110% 90% - 110% 0.792 0.859 108% 90% - 110% 1.40 1.5 107% 90% - 110% 7.4 7.5 102% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U707274
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U707274

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Aug 01, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U738095AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.02 0.017E5491987 (4566874)
2.40 0.390E5491988 (4566875)
2.66 1.54E5491989 (4566876)
2.22 0.322E5491990 (4566877)
1.82 0.162E5491991 (4566878)
0.74 0.003E5491992 (4566879)
2.16 0.045E5491993 (4566880)
1.46 1.61E5491994 (4566881)
2.96 0.048E5491995 (4566882)
2.34 0.130E5491996 (4566883)
0.92 0.639E5491997 (4566884)
1.98 0.050E5491998 (4566885)
1.78 0.014E5491999 (4566886)
3.18 0.036E5492000 (4566887)
2.82 0.050E5492001 (4566888)
0.10 1.01E5492002 (4566889)
2.82 0.031E5492003 (4566890)
1.42 0.921E5492004 (4566891)
3.26 0.009E5492005 (4566892)
3.40 0.010E5492006 (4566893)
3.80 0.006E5492007 (4566894)
3.64 0.020E5492008 (4566895)
3.60 0.023E5492009 (4566896)
3.40 0.035E5492010 (4566897)
3.26 0.828E5492011 (4566898)
3.50 0.082E5492012 (4566899)
0.10 0.479E5492013 (4566900)
2.16 0.021E5492014 (4566901)
0.84 3.08E5492015 (4566902)
2.54 0.032E5492016 (4566903)
2.62 0.014E5492017 (4566904)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 19, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U738095

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 19, 2013 DATE REPORTED: Aug 01, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.46 0.030E5492018 (4566905)
2.58 1.24E5492019 (4566906)
1.72 0.004E5492020 (4566907)
1.66 0.041E5492021 (4566908)
2.30 0.009E5492022 (4566909)
3.36 0.018E5492023 (4566910)
3.22 0.021E5492024 (4566911)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 19, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U738095

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 19, 2013 DATE REPORTED: Aug 01, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5491987 0.017 0.012 E5491999 0.014 0.014 0.0% E5492014 0.021 0.017 21.1% E5492024 0.021 0.022 4.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U738095
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 8 108% 90% - 110% 0.792 0.783 99% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U738095
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U738095

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Aug 09, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U740730AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

4.08 0.027E5492025 (4589721)
4.06 0.059E5492026 (4589722)
3.62 0.019E5492027 (4589723)
1.66 0.007E5492028 (4589724)
2.48 0.010E5492029 (4589725)
3.84 0.166E5492030 (4589726)
3.70 0.009E5492031 (4589727)
2.02 0.181E5492032 (4589728)
2.58 1.82E5492033 (4589729)
0.58 0.002E5492034 (4589730)
3.12 2.49E5492035 (4589731)
3.14 1.21E5492036 (4589732)
2.80 0.338E5492037 (4589733)
1.72 4.17E5492038 (4589734)
2.16 >10 21.7E5492039 (4589735)
2.78 0.576E5492040 (4589736)
0.10 2.05E5492041 (4589737)
2.80 1.02E5492042 (4589738)
3.14 0.238E5492043 (4589739)
3.32 0.113E5492044 (4589740)
3.72 0.332E5492045 (4589741)
3.70 0.114E5492046 (4589742)
2.18 2.30E5492047 (4589743)
2.36 1.21E5492048 (4589744)
2.22 2.76E5492049 (4589745)
1.92 2.39E5492050 (4589746)
1.54 0.012E5492051 (4589747)
2.04 2.69E5492052 (4589748)
2.64 0.695E5492053 (4589749)
2.80 0.206E5492054 (4589750)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U740730

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 26, 2013 DATE REPORTED: Aug 09, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U740730

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 26, 2013 DATE REPORTED: Aug 09, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

RDL - Reported Detection LimitComments:

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492025 0.027 0.020 29.8% E5492037 0.338 0.323 4.5% E5492050 2.39 2.47 3.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U740730
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.32 94% 90% - 110% 7.4 7.2 98% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U740730
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U740730

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Aug 22, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U743141AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.72 0.064E5492055 (4610852)
3.52 0.150E5492056 (4610853)
3.66 0.023E5492057 (4610854)
3.72 0.099E5492058 (4610855)
3.92 0.027E5492059 (4610856)
3.62 0.276E5492060 (4610857)
4.12 0.179E5492061 (4610858)
0.08 0.037E5492062 (4610859)
1.92 0.203E5492063 (4610860)
1.78 1.09E5492064 (4610861)
3.14 0.259E5492065 (4610862)
3.64 0.870E5492066 (4610863)
3.56 0.554E5492067 (4610864)
3.38 0.096E5492068 (4610865)
2.50 0.164E5492069 (4610866)
2.50 0.185E5492070 (4610867)
2.18 <0.001E5492071 (4610868)
0.76 0.014E5492072 (4610869)
2.06 0.093E5492073 (4610870)
3.92 0.067E5492074 (4610871)
2.46 0.178E5492075 (4610872)
1.62 0.474E5492076 (4610873)
2.32 0.288E5492077 (4610874)
1.34 0.209E5492078 (4610875)
3.34 0.011E5492079 (4610876)
3.50 0.017E5492080 (4610877)
3.56 0.094E5492081 (4610878)
3.58 0.026E5492082 (4610879)
0.08 0.915E5492083 (4610880)
3.22 0.387E5492084 (4610881)
3.64 0.063E5492085 (4610882)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 02, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U743141

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 01, 2013 DATE REPORTED: Aug 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.90 0.081E5492086 (4610883)
2.94 0.750E5492087 (4610884)
2.76 0.060E5492088 (4610885)
3.52 0.032E5492089 (4610886)
3.42 0.058E5492090 (4610887)
2.64 0.158E5492091 (4610888)
1.32 0.017E5492092 (4610889)
2.28 0.165E5492093 (4610890)
2.70 0.039E5492094 (4610891)
2.58 0.245E5492095 (4610892)
2.32 0.156E5492096 (4610893)
2.80 0.872E5492097 (4610895)
2.52 0.804E5492098 (4610896)
2.72 1.05E5492099 (4610897)
1.06 1.05E5492100 (4610898)
3.72 0.088E5492101 (4610899)
0.10 1.98E5492102 (4610900)
1.68 0.375E5492103 (4610901)
3.02 0.167E5492104 (4610902)
3.56 0.019E5492105 (4610903)
2.80 0.013E5492106 (4610904)
3.86 0.033E5492107 (4610905)
3.82 0.019E5492108 (4610906)
3.54 0.027E5492109 (4610907)
2.82 0.068E5492110 (4610908)
2.94 0.029E5492111 (4610909)
2.40 0.094E5492112 (4610910)
0.10 0.038E5492113 (4610911)
2.76 0.343E5492114 (4610912)
3.70 0.072E5492115 (4610913)
3.62 0.067E5492116 (4610914)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 02, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U743141

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 01, 2013 DATE REPORTED: Aug 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.98 0.031E5492117 (4610915)
3.20 0.029E5492118 (4610916)
1.24 0.044E5492119 (4610917)
3.56 0.091E5492120 (4610918)
3.40 0.111E5492121 (4610919)
2.76 0.307E5492122 (4610920)
2.22 0.031E5492123 (4610921)
2.18 0.002E5492124 (4610922)
1.34 0.041E5492125 (4610923)
1.26 0.111E5492126 (4610924)
3.36 0.037E5492127 (4610925)
2.82 0.047E5492128 (4610926)
1.14 0.722E5492129 (4610927)
3.16 0.250E5492130 (4610928)
1.70 0.201E5492131 (4610929)
0.10 0.963E5492132 (4610930)
1.68 0.155E5492133 (4610931)
3.84 0.193E5492134 (4610932)
2.96 0.217E5492135 (4610933)
1.60 0.333E5492136 (4610934)
2.98 0.134E5492137 (4610935)
2.60 0.110E5492138 (4610936)
3.72 0.019E5492139 (4610937)
3.40 0.012E5492140 (4610938)
3.54 0.031E5492141 (4610939)
0.94 0.003E5492142 (4610940)
3.50 0.054E5492143 (4610941)
3.74 0.060E5492144 (4610942)
3.72 0.013E5492145 (4610943)
1.96 0.015E5492146 (4610944)
1.76 0.341E5492147 (4610945)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 02, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U743141

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 01, 2013 DATE REPORTED: Aug 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.86 1.57E5492148 (4610946)
2.52 0.137E5492149 (4610947)
0.10 2.05E5492150 (4610948)
2.26 0.053E5492151 (4610949)
2.10 0.131E5492152 (4610950)
1.84 0.034E5492258 (4610951)
3.44 0.038E5492259 (4610952)
3.62 0.051E5492260 (4610953)
3.34 0.094E5492261 (4610954)
1.52 0.002E5492262 (4610955)
3.46 0.068E5492263 (4610956)
3.26 0.077E5492264 (4610957)
3.08 0.035E5492265 (4610958)
1.20 0.249E5492266 (4610960)
1.78 0.158E5492267 (4610961)
1.78 0.488E5492268 (4610962)
2.40 0.202E5492269 (4610963)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 02, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U743141

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 01, 2013 DATE REPORTED: Aug 22, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492130 0.250 0.230 8.3% E5492147 0.341 0.359 5.1% E5492260 0.051 0.050 2.0% E5492265 0.0350 0.0344 1.7%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492105 0.019 0.043 E5492117 0.031 0.022

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U743141
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (CM14) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.33 95% 90% - 110% 0.792 0.764 96% 90% - 110% 0.792 0.871 110% 90% - 110% 7.4 7.5 102% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U743141
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U743141

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Aug 21, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U744536AGAT WORK ORDER:

ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.46 0.259E5492270 (4626587)
2.30 0.200E5492271 (4626588)
1.32 0.219E5492272 (4626589)
0.08 0.922E5492273 (4626590)
3.24 0.031E5492274 (4626591)
3.30 0.075E5492275 (4626592)
2.92 0.113E5492276 (4626593)
3.00 0.041E5492277 (4626594)
3.02 0.022E5492278 (4626595)
3.20 0.034E5492279 (4626596)
3.42 0.142E5492280 (4626597)
0.96 0.004E5492281 (4626598)
3.56 0.063E5492282 (4626599)
3.38 0.067E5492283 (4626600)
3.56 0.043E5492284 (4626601)
3.60 0.015E5492285 (4626602)
2.58 0.029E5492286 (4626603)
2.16 0.291E5492287 (4626604)
3.34 0.022E5492193 (4626605)
3.50 0.019E5492194 (4626606)
3.38 0.090E5492195 (4626607)
3.70 0.029E5492196 (4626608)
1.74 0.059E5492197 (4626609)
1.56 0.927E5492198 (4626610)
3.48 0.064E5492199 (4626611)
2.06 0.029E5492200 (4626612)
0.76 0.005E5492201 (4626613)
3.52 0.042E5492202 (4626614)
2.62 0.040E5492203 (4626615)
1.98 0.435E5492204 (4626616)
1.76 0.556E5492205 (4626617)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 07, 2013

Certificate of Analysis

ATTENTION TO: CRAIG TODDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U744536

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 07, 2013 DATE REPORTED: Aug 21, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.98 1.26E5492206 (4626618)
2.62 4.04E5492207 (4626619)
1.86 6.20E5492208 (4626620)
3.10 2.10E5492209 (4626621)
3.80 3.37E5492210 (4626622)
1.48 2.03E5492211 (4626623)
0.08 0.951E5492212 (4626624)
3.48 1.75E5492213 (4626625)
3.64 0.813E5492214 (4626626)
2.42 2.05E5492215 (4626627)
3.48 0.022E5492216 (4626628)
3.18 0.018E5492217 (4626629)
3.48 0.033E5492218 (4626630)
2.76 0.045E5492219 (4626631)
1.98 0.051E5492220 (4626632)
3.26 1.02E5492221 (4626633)
0.80 0.006E5492222 (4626634)
3.64 0.358E5492223 (4626635)
3.40 0.165E5492224 (4626636)
3.70 0.010E5492225 (4626637)
3.58 0.038E5492226 (4626638)
2.36 0.039E5492227 (4626639)
2.44 0.053E5492228 (4626640)
2.82 0.027E5492229 (4626641)
3.82 0.074E5492230 (4626642)
3.62 0.104E5492231 (4626643)
0.10 0.473E5492232 (4626644)
3.62 0.004E5492233 (4626645)
2.50 0.005E5492234 (4626646)
2.40 0.046E5492235 (4626647)
2.62 0.271E5492236 (4626648)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 07, 2013

Certificate of Analysis

ATTENTION TO: CRAIG TODDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U744536

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 07, 2013 DATE REPORTED: Aug 21, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.60 1.57E5492237 (4626649)
2.02 5.02E5492238 (4626650)
2.16 1.88E5492239 (4626651)
2.34 2.12E5492240 (4626652)
3.48 2.18E5492241 (4626653)
0.74 0.008E5492242 (4626654)
2.48 1.48E5492243 (4626655)
3.80 1.78E5492244 (4626656)
3.92 1.79E5492245 (4626657)
2.30 0.471E5492246 (4626658)
3.78 0.382E5492247 (4626659)
3.72 0.899E5492248 (4626660)
3.74 0.495E5492249 (4626661)
1.72 0.065E5492250 (4626662)
0.08 1.01E5492251 (4626663)
3.76 0.436E5492252 (4626664)
3.94 0.655E5492253 (4626665)
3.70 0.824E5492254 (4626666)
3.98 1.05E5492255 (4626667)
3.78 0.526E5492256 (4626668)
3.74 0.583E5492257 (4626669)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 07, 2013

Certificate of Analysis

ATTENTION TO: CRAIG TODDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U744536

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 07, 2013 DATE REPORTED: Aug 21, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492213 1.75 1.87 6.6% E5492225 0.010 0.021 E5492238 5.02 4.65 7.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U744536
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (CM14) CRM #3 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.737 93% 90% - 110% 0.792 0.791 100% 90% - 110% 7.4 7.5 101% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U744536
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U744536

Method Summary

ATTENTION TO: CRAIG TODD
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

May 06, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U709900AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.40 0.347E5492415 (4300233)
2.48 0.100E5492416 (4300234)
1.58 0.094E5492417 (4300235)
3.12 0.059E5492418 (4300236)
1.06 0.002E5492419 (4300237)
2.30 0.500E5492420 (4300238)
3.66 0.743E5492421 (4300239)
2.74 0.620E5492422 (4300240)
1.46 0.583E5492423 (4300241)
1.18 0.820E5492424 (4300242)
3.38 0.188E5492425 (4300243)
3.52 0.038E5492426 (4300244)
3.50 0.038E5492427 (4300245)
3.32 0.066E5492428 (4300246)
2.28 0.028E5492429 (4300247)
1.74 0.018E5492430 (4300248)
3.24 0.016E5492431 (4300249)
3.70 0.064E5492432 (4300250)
3.48 0.035E5492433 (4300251)
3.04 0.041E5492434 (4300252)
3.72 0.410E5492435 (4300253)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Apr 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U709900

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Apr 29, 2013 DATE REPORTED: May 06, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492415 0.347 0.341 1.7% E5492427 0.0377 0.0350 7.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U709900
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.49 106% 90% - 110% 7.4 7.4 100% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U709900
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U709900

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Sep 04, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U749045AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.00 0.022E5492288 (4667955)
3.26 0.075E5492289 (4667956)
3.48 0.036E5492290 (4667957)
3.70 0.061E5492291 (4667958)
1.62 1.10E5492292 (4667959)
1.84 2.38E5492293 (4667960)
2.44 3.42E5492294 (4667961)
1.58 2.74E5492295 (4667962)
3.26 0.042E5492296 (4667963)
1.44 0.875E5492297 (4667964)
1.90 0.013E5492298 (4667965)
1.16 0.004E5492299 (4667966)
3.52 0.097E5492300 (4667967)
3.96 0.067E5492301 (4667968)
3.20 0.370E5492302 (4667969)
3.28 0.308E5492303 (4667970)
3.26 0.082E5492304 (4667971)
3.24 0.084E5492305 (4667972)
3.30 0.095E5492306 (4667973)
1.64 0.047E5492307 (4667974)
1.92 0.034E5492308 (4667975)
0.10 0.993E5492309 (4667976)
3.64 0.032E5492310 (4667977)
3.90 0.099E5492311 (4667978)
3.76 0.009E5492312 (4667979)
1.52 0.150E5492313 (4667980)
1.38 0.446E5492314 (4667981)
2.08 0.014E5492315 (4667982)
2.76 0.024E5492316 (4667983)
3.96 0.007E5492317 (4667984)
3.80 0.029E5492318 (4667985)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U749045

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 20, 2013 DATE REPORTED: Sep 04, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.18 0.002E5492319 (4667986)
2.68 0.403E5492320 (4667987)
2.78 0.265E5492321 (4667988)
3.76 0.194E5492322 (4667989)
3.88 0.019E5492323 (4667990)
3.40 0.014E5492324 (4667991)
1.52 0.019E5492325 (4667992)
3.16 0.035E5492326 (4667993)
2.56 0.043E5492327 (4667994)
2.02 0.021E5492328 (4667995)
0.08 0.850E5492329 (4667996)
2.10 0.026E5492330 (4667997)
1.84 0.037E5492331 (4667998)
1.54 0.131E5492332 (4667999)
2.28 1.87E5492333 (4668000)
1.84 0.174E5492334 (4668001)
1.64 2.88E5492335 (4668002)
2.86 0.317E5492336 (4668003)
3.28 0.096E5492337 (4668004)
3.86 0.038E5492436 (4668005)
2.42 0.029E5492338 (4668006)
1.36 0.004E5492339 (4668007)
1.90 0.011E5492340 (4668008)
4.04 0.021E5492341 (4668009)
3.86 4.83E5492342 (4668010)
4.20 0.144E5492343 (4668011)
3.52 0.773E5492344 (4668012)
2.02 0.084E5492345 (4668013)
3.82 0.195E5492346 (4668014)
2.84 0.271E5492347 (4668015)
3.70 0.055E5492348 (4668016)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U749045

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 20, 2013 DATE REPORTED: Sep 04, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.10 0.925E5492349 (4668017)
2.04 0.088E5492350 (4668018)
2.92 0.032E5492351 (4668019)
3.10 0.008E5492352 (4668020)
3.74 0.043E5492353 (4668021)
2.94 0.003E5492354 (4668022)
1.94 0.201E5492355 (4668023)
3.78 0.050E5492356 (4668024)
2.02 0.026E5492357 (4668025)
1.92 0.005E5492358 (4668026)
1.00 0.002E5492359 (4668027)
3.58 0.187E5492360 (4668028)
3.60 0.076E5492361 (4668029)
4.14 0.017E5492362 (4668030)
3.60 0.022E5492363 (4668031)
3.20 0.014E5492364 (4668032)
2.62 0.010E5492365 (4668033)
3.88 0.008E5492366 (4668034)
3.24 0.157E5492367 (4668035)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U749045

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 20, 2013 DATE REPORTED: Sep 04, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492288 0.0221 0.0266 18.5% E5492300 0.097 0.093 4.2% E5492313 0.150 0.146 2.7% E5492325 0.019 0.020 5.1%

REPLICATE #5 REPLICATE #6 REPLICATE #7

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492436 0.038 0.038 0.0% E5492350 0.088 0.101 13.8% E5492362 0.017 0.017 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U749045
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14) CRM #3 (GS7E) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.4 100% 90% - 110% 0.792 0.768 97% 90% - 110% 7.4 7.6 103% 90% - 110% 1.40 1.51 108% 90% - 110%

CRM #5 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 7.3 99% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U749045
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U749045

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Sep 04, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U749055AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.78 0.081E5492368 (4668068)
0.10 1.16E5492369 (4668069)
3.86 0.025E5492370 (4668070)
2.54 0.028E5492371 (4668071)
1.52 0.008E5492372 (4668072)
1.30 0.046E5492373 (4668073)
3.44 0.007E5492374 (4668074)
3.02 0.026E5492375 (4668075)
2.52 0.006E5492376 (4668076)
2.00 0.004E5492377 (4668077)
2.58 0.010E5492378 (4668078)
1.08 0.002E5492379 (4668079)
3.56 0.007E5492380 (4668080)
4.00 0.474E5492381 (4668081)
3.68 0.133E5492382 (4668082)
4.04 0.026E5492383 (4668083)
1.74 0.199E5492384 (4668084)
1.40 0.750E5492385 (4668085)
4.00 0.026E5492386 (4668086)
3.48 0.067E5492387 (4668087)
3.78 0.010E5492388 (4668088)
0.08 0.521E5492389 (4668089)
2.06 0.010E5492390 (4668090)
1.32 0.115E5492391 (4668091)
2.20 0.077E5492392 (4668092)
3.08 0.113E5492393 (4668093)
2.62 0.593E5492394 (4668094)
3.56 0.389E5492395 (4668095)
3.76 0.012E5492396 (4668096)
3.00 0.013E5492437 (4668097)
1.68 0.005E5492397 (4668098)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U749055

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 20, 2013 DATE REPORTED: Sep 04, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.52 0.005E5492398 (4668099)
1.04 0.002E5492399 (4668100)
2.76 0.008E5492400 (4668101)
1.14 0.019E5492401 (4668102)
3.82 0.011E5492402 (4668103)
3.18 0.049E5492403 (4668104)
3.74 0.177E5492404 (4668105)
3.38 0.099E5492405 (4668106)
3.40 0.044E5492406 (4668107)
3.72 0.050E5492407 (4668108)
3.36 0.173E5492408 (4668109)
0.08 0.989E5492409 (4668110)
0.90 0.476E5492410 (4668111)
1.72 0.323E5492411 (4668112)
3.52 0.523E5492412 (4668113)
3.28 0.039E5492413 (4668114)
3.38 0.126E5492414 (4668115)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U749055

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 20, 2013 DATE REPORTED: Sep 04, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5492368 0.0813 0.0843 3.6% E5492380 0.0073 0.0077 5.3% E5492393 0.113 0.122 7.7% E5492404 0.177 0.169 4.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U749055
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (GS7E) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.2 97% 90% - 110% 7.4 7.4 100% 90% - 110% 1.40 1.51 108% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U749055
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U749055

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jun 04, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13T717065AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.38 0.019E5511084 (4364742)
1.14 0.001E5511085 (4364743)
2.64 0.002E5511086 (4364744)
3.08 <0.001E5511087 (4364745)
2.94 0.011E5511088 (4364746)
0.10 0.451E5511089 (4364747)
3.30 0.032E5511090 (4364748)
3.16 0.002E5511091 (4364749)
2.98 <0.001E5511092 (4364750)
3.22 0.003E5511093 (4364751)
3.54 0.004E5511094 (4364752)
2.42 0.002E5511095 (4364753)
2.32 0.064E5511096 (4364754)
1.82 0.180E5511097 (4364755)
2.58 0.546E5511098 (4364756)
0.80 0.006E5511099 (4364757)
1.88 0.001E5511100 (4364758)
2.12 0.004E5511101 (4364759)
3.70 0.002E5511102 (4364760)
3.42 0.032E5511103 (4364761)
2.42 0.148E5511104 (4364762)
2.62 0.060E5511105 (4364763)
3.28 0.040E5511106 (4364764)
3.08 0.064E5511107 (4364765)
2.36 0.004E5511108 (4364766)
0.10 0.930E5511109 (4364767)
2.36 0.016E5511110 (4364768)
2.02 0.008E5511111 (4364769)
3.24 0.002E5511112 (4364770)
3.00 0.031E5511113 (4364771)
1.26 0.222E5511114 (4364772)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 17, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13T717065

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 21, 2013 DATE REPORTED: Jun 04, 2013 SAMPLE TYPE: Rock           

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.60 0.003E5511115 (4364773)
3.46 0.030E5511116 (4364774)
3.24 0.025E5511117 (4364775)
3.34 0.012E5511118 (4364776)
0.94 0.023E5511119 (4364777)
3.12 0.014E5511120 (4364778)
3.62 0.003E5511121 (4364779)
3.54 0.003E5511122 (4364780)
1.58 0.001E5511123 (4364781)
1.90 0.001E5511124 (4364782)
3.98 0.002E5511125 (4364783)
3.56 0.004E5511126 (4364784)
2.40 0.002E5511127 (4364785)
3.44 0.002E5511128 (4364786)
0.10 0.827E5511129 (4364787)
3.44 0.019E5511130 (4364788)
1.40 0.003E5511131 (4364789)
3.22 0.005E5511132 (4364790)
1.60 0.011E5511133 (4364791)
3.12 0.959E5511134 (4364792)
2.88 0.850E5511135 (4364793)
3.14 0.379E5511136 (4364794)
1.28 0.172E5511137 (4364795)
3.54 0.525E5511138 (4364796)
1.44 0.005E5511139 (4364797)
2.56 0.412E5511140 (4364798)
3.50 0.049E5511141 (4364799)
3.04 0.131E5511142 (4364800)
1.24 0.079E5511143 (4364801)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 17, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13T717065

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 21, 2013 DATE REPORTED: Jun 04, 2013 SAMPLE TYPE: Rock           

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511084 0.019 0.005 E5511097 0.180 0.190 5.4% E5511110 0.016 0.018 11.8% E5511121 0.003 0.003 0.0%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5511134 0.959 1.13 16.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13T717065
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (1P5F) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.714 90% 90% - 110% 1.40 1.3 93% 90% - 110% 1.40 1.36 97% 90% - 110% 7.4 7.1 96% 90% - 110%

CRM #5 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.29 92% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13T717065
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13T717065

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

May 10, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U711906AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.64 0.041E5511290 (4314222)
2.40 0.050E5511291 (4314223)
3.92 0.025E5511292 (4314224)
3.54 0.021E5511293 (4314225)
3.56 0.041E5511294 (4314226)
3.48 0.045E5511295 (4314227)
3.42 0.022E5511296 (4314228)
3.34 0.065E5511297 (4314230)
1.98 0.018E5511298 (4314231)
0.10 0.461E5511299 (4314232)
3.26 0.037E5511300 (4314233)
1.52 0.042E5511301 (4314235)
1.22 0.032E5511302 (4314236)
2.90 0.026E5511303 (4314237)
1.96 0.022E5511304 (4314238)
3.38 0.074E5511305 (4314239)
3.36 0.140E5511306 (4314240)
3.60 0.165E5511307 (4314241)
3.30 0.042E5511308 (4314242)
1.32 0.003E5511309 (4314243)
2.28 0.221E5511310 (4314245)
1.52 1.12E5511311 (4314246)
1.82 0.094E5511312 (4314247)
3.34 0.010E5511313 (4314248)
2.36 0.038E5511314 (4314249)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711906

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511290 0.041 0.057 E5511302 0.032 0.021 E5511314 0.038 0.030 23.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711906
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.763 96% 90% - 110% 1.40 1.32 94% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711906
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U711906

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

May 21, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U714912AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.90 0.003E5511060 (4342442)
3.20 0.051E5511061 (4342443)
3.28 0.038E5511062 (4342444)
3.24 0.230E5511063 (4342445)
3.06 0.009E5511064 (4342446)
3.50 0.430E5511065 (4342447)
3.28 0.166E5511066 (4342448)
3.68 0.011E5511067 (4342449)
3.20 0.004E5511068 (4342450)
0.10 0.971E5511069 (4342451)
3.54 0.037E5511070 (4342452)
3.32 0.008E5511071 (4342453)
3.12 0.123E5511072 (4342454)
3.66 0.033E5511073 (4342455)
3.90 0.057E5511074 (4342456)
2.86 0.033E5511075 (4342457)
1.38 0.062E5511076 (4342458)
3.04 1.77E5511077 (4342459)
1.28 2.54E5511078 (4342460)
1.00 0.013E5511079 (4342461)
3.62 0.009E5511080 (4342462)
2.52 0.030E5511081 (4342463)
0.80 0.144E5511082 (4342464)
2.50 0.007E5511083 (4342465)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U714912

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 14, 2013 DATE REPORTED: May 21, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511060 0.003 0.002 E5511072 0.123 0.130 5.5% E5511083 0.007 0.010

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U714912
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.35 96% 90% - 110% 7.4 7.4 100% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U714912
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U714912

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jun 17, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U719445AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.72 0.533E5511144 (4391670)
1.78 0.358E5511145 (4391671)
1.66 0.209E5511146 (4391672)
2.30 0.089E5511147 (4391673)
3.28 0.016E5511148 (4391674)
1.06 0.003E5511149 (4391675)
3.26 0.008E5511150 (4391676)
2.40 0.010E5511151 (4391677)
2.62 0.032E5511152 (4391678)
2.94 0.214E5511153 (4391679)
1.56 0.656E5511154 (4391680)
3.26 0.132E5511155 (4391681)
1.42 0.625E5511156 (4391682)
2.72 0.171E5511157 (4391683)
2.38 0.663E5511158 (4391684)
0.10 1.22E5511159 (4391685)
2.34 0.459E5511160 (4391686)
2.72 0.957E5511161 (4391687)
3.34 0.688E5511162 (4391688)
3.24 0.218E5511163 (4391690)
3.30 0.011E5511164 (4391691)
3.50 0.062E5511165 (4391692)
3.70 0.099E5511166 (4391693)
3.74 0.003E5511167 (4391694)
3.66 0.002E5511168 (4391695)
1.20 0.002E5511169 (4391696)
3.62 0.423E5511170 (4391697)
3.16 0.020E5511171 (4391698)
1.16 0.040E5511172 (4391699)
1.40 0.764E5511173 (4391700)
3.94 1.05E5511174 (4391701)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U719445

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 28, 2013 DATE REPORTED: Jun 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.98 4.89E5511175 (4391702)
2.94 1.60E5511176 (4391703)
1.20 1.33E5511177 (4391704)
2.96 1.37E5511178 (4391705)
0.10 0.467E5511179 (4391706)
1.46 0.730E5511180 (4391707)
3.24 0.181E5511181 (4391708)
2.30 0.097E5511182 (4391709)
3.40 0.050E5511183 (4391710)
3.58 0.025E5511184 (4391711)
1.70 0.028E5511185 (4391712)
3.46 0.042E5511186 (4391714)
2.00 0.129E5511187 (4391715)
3.44 0.258E5511188 (4391716)
1.52 0.003E5511189 (4391717)
3.40 1.48E5511190 (4391718)
1.14 2.35E5511191 (4391719)
3.56 0.606E5511192 (4391720)
3.48 0.095E5511193 (4391721)
0.76 0.037E5511194 (4391722)
1.18 0.024E5511195 (4391723)
2.22 0.113E5511196 (4391724)
1.22 0.019E5511197 (4391725)
3.16 0.043E5511198 (4391726)
0.10 0.973E5511199 (4391727)
3.52 0.072E5511200 (4391728)
1.44 0.027E5511201 (4391729)
1.64 0.025E5511202 (4391730)
3.24 0.042E5511203 (4391731)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U719445

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 28, 2013 DATE REPORTED: Jun 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511144 0.533 0.522 2.1% E5511156 0.625 0.596 4.8% E5511169 0.0024 0.0028 15.4% E5511181 0.181 0.158 13.6%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5511194 0.0368 0.0415 12.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U719445
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (GS7E) CRM #3 (CM14) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.4 99% 90% - 110% 7.4 7.5 102% 90% - 110% 0.792 0.803 101% 90% - 110% 1.40 1.42 101% 90% - 110%

CRM #5 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 7.8 105% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U719445
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U719445

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jun 18, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U721574AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.12 0.016E5511204 (4412768)
1.64 0.014E5511205 (4412769)
2.24 0.007E5511206 (4412770)
1.94 0.012E5511207 (4412771)
3.42 0.014E5511208 (4412772)
0.90 0.001E5511209 (4412773)
1.42 0.016E5511210 (4412774)
2.40 0.013E5511211 (4412775)
3.38 0.019E5511212 (4412776)
1.02 0.026E5511213 (4412777)
1.96 0.113E5511214 (4412778)
1.58 0.074E5511215 (4412779)
2.08 0.037E5511216 (4412780)
3.60 0.189E5511217 (4412781)
3.36 0.029E5511218 (4412782)
0.10 1.49E5511219 (4412783)
3.42 0.019E5511220 (4412784)
1.34 0.015E5511221 (4412785)
1.12 0.016E5511222 (4412786)
3.48 0.026E5511223 (4412787)
1.76 0.073E5511224 (4412788)
2.28 0.019E5511225 (4412789)
2.76 0.028E5511226 (4412790)
3.66 0.006E5511227 (4412791)
2.36 0.014E5511228 (4412792)
1.00 0.002E5511229 (4412793)
1.54 0.007E5511230 (4412794)
2.30 0.039E5511231 (4412795)
1.50 0.021E5511232 (4412796)
2.54 0.083E5511233 (4412797)
2.04 0.010E5511234 (4412798)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 31, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U721574

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 03, 2013 DATE REPORTED: Jun 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.36 0.013E5511235 (4412799)
3.00 0.019E5511236 (4412800)
3.32 0.015E5511237 (4412801)
1.18 0.022E5511238 (4412802)
0.10 0.944E5511239 (4412803)
1.46 0.029E5511240 (4412804)
1.46 0.026E5511241 (4412805)
1.14 0.030E5511242 (4412806)
2.66 0.028E5511243 (4412807)
1.52 0.035E5511244 (4412808)
3.32 0.017E5511245 (4412809)
1.78 0.026E5511246 (4412810)
1.72 0.017E5511247 (4412811)
1.96 0.020E5511248 (4412812)
0.80 0.003E5511249 (4412813)
1.80 0.080E5511250 (4412814)
3.54 0.044E5511251 (4412815)
3.24 0.038E5511252 (4412816)
3.42 0.034E5511253 (4412817)
1.24 0.017E5511254 (4412818)
3.24 0.017E5511255 (4412819)
2.32 0.014E5511256 (4412820)
1.46 0.012E5511257 (4412821)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 31, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U721574

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 03, 2013 DATE REPORTED: Jun 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511204 0.0158 0.0130 19.4% E5511216 0.0374 0.0481 25.0% E5511229 0.002 0.001 E5511241 0.026 0.029 10.9%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5511254 0.017 0.018 5.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U721574
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.45 104% 90% - 110% 0.792 0.779 98% 90% - 110% 7.4 8.1 110% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U721574
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U721574

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jun 18, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U721574AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.12 0.016E5511204 (4412768)
1.64 0.014E5511205 (4412769)
2.24 0.007E5511206 (4412770)
1.94 0.012E5511207 (4412771)
3.42 0.014E5511208 (4412772)
0.90 0.001E5511209 (4412773)
1.42 0.016E5511210 (4412774)
2.40 0.013E5511211 (4412775)
3.38 0.019E5511212 (4412776)
1.02 0.026E5511213 (4412777)
1.96 0.113E5511214 (4412778)
1.58 0.074E5511215 (4412779)
2.08 0.037E5511216 (4412780)
3.60 0.189E5511217 (4412781)
3.36 0.029E5511218 (4412782)
0.10 1.49E5511219 (4412783)
3.42 0.019E5511220 (4412784)
1.34 0.015E5511221 (4412785)
1.12 0.016E5511222 (4412786)
3.48 0.026E5511223 (4412787)
1.76 0.073E5511224 (4412788)
2.28 0.019E5511225 (4412789)
2.76 0.028E5511226 (4412790)
3.66 0.006E5511227 (4412791)
2.36 0.014E5511228 (4412792)
1.00 0.002E5511229 (4412793)
1.54 0.007E5511230 (4412794)
2.30 0.039E5511231 (4412795)
1.50 0.021E5511232 (4412796)
2.54 0.083E5511233 (4412797)
2.04 0.010E5511234 (4412798)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 31, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U721574

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 03, 2013 DATE REPORTED: Jun 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.36 0.013E5511235 (4412799)
3.00 0.019E5511236 (4412800)
3.32 0.015E5511237 (4412801)
1.18 0.022E5511238 (4412802)
0.10 0.944E5511239 (4412803)
1.46 0.029E5511240 (4412804)
1.46 0.026E5511241 (4412805)
1.14 0.030E5511242 (4412806)
2.66 0.028E5511243 (4412807)
1.52 0.035E5511244 (4412808)
3.32 0.017E5511245 (4412809)
1.78 0.026E5511246 (4412810)
1.72 0.017E5511247 (4412811)
1.96 0.020E5511248 (4412812)
0.80 0.003E5511249 (4412813)
1.80 0.080E5511250 (4412814)
3.54 0.044E5511251 (4412815)
3.24 0.038E5511252 (4412816)
3.42 0.034E5511253 (4412817)
1.24 0.017E5511254 (4412818)
3.24 0.017E5511255 (4412819)
2.32 0.014E5511256 (4412820)
1.46 0.012E5511257 (4412821)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 31, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U721574

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 03, 2013 DATE REPORTED: Jun 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511204 0.0158 0.0130 19.4% E5511216 0.0374 0.0481 25.0% E5511229 0.002 0.001 E5511241 0.026 0.029 10.9%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5511254 0.017 0.018 5.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U721574
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.45 104% 90% - 110% 0.792 0.779 98% 90% - 110% 7.4 8.1 110% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U721574
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U721574

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jun 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U723581AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.50 0.011E5511258 (4427833)
0.10 0.454E5511259 (4427834)
3.44 0.018E5511260 (4427835)
3.54 0.023E5511261 (4427836)
3.06 0.023E5511262 (4427837)
3.16 0.066E5511263 (4427838)
3.24 0.164E5511264 (4427839)
1.82 0.063E5511265 (4427840)
3.10 0.071E5511266 (4427841)
3.70 0.018E5511267 (4427842)
1.42 0.069E5511268 (4427843)
1.30 0.008E5511269 (4427844)
2.16 0.035E5511270 (4427845)
1.88 0.013E5511271 (4427846)
3.26 0.010E5511272 (4427847)
3.26 0.012E5511273 (4427848)
3.18 0.028E5511274 (4427849)
3.10 0.020E5511275 (4427850)
3.12 0.018E5511276 (4427851)
3.10 0.022E5511277 (4427852)
3.12 0.015E5511278 (4427853)
0.10 0.946E5511279 (4427854)
2.98 0.027E5511280 (4427855)
0.98 0.034E5511281 (4427856)
3.16 0.036E5511282 (4427857)
3.26 0.027E5511283 (4427858)
3.14 0.004E5511284 (4427859)
3.20 0.015E5511285 (4427860)
3.16 0.010E5511286 (4427861)
3.16 0.013E5511287 (4427862)
3.16 0.028E5511288 (4427863)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 07, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U723581

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 07, 2013 DATE REPORTED: Jun 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.72 0.008E5511289 (4427864)
3.20 0.031E5511315 (4427865)
3.74 0.043E5511316 (4427866)
3.66 0.030E5511317 (4427867)
3.52 0.010E5511318 (4427868)
0.08 1.37E5511319 (4427869)
2.30 0.011E5511320 (4427870)
2.96 0.018E5511321 (4427871)
3.72 0.010E5511322 (4427872)
3.10 0.004E5511323 (4427873)
3.26 0.026E5511324 (4427874)
3.42 0.002E5511325 (4427875)
3.52 0.002E5511326 (4427876)
2.18 0.002E5511327 (4427877)
3.52 0.003E5511328 (4427878)
1.76 <0.001E5511329 (4427879)
3.38 0.023E5511330 (4427880)
1.76 0.004E5511331 (4427881)
1.46 0.001E5511332 (4427882)
3.54 0.004E5511333 (4427883)
1.96 0.003E5511334 (4427884)
3.08 0.006E5511335 (4427885)
3.32 0.005E5511336 (4427886)
3.32 0.012E5511337 (4427887)
1.68 0.009E5511338 (4427888)
0.86 0.004E5511339 (4427889)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 07, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U723581

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 07, 2013 DATE REPORTED: Jun 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511258 0.0114 0.0104 9.2% E5511270 0.035 0.035 0.0% E5511283 0.027 0.026 3.8% E5511320 0.011 0.016

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5511333 0.0037 0.0033 11.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U723581
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (1P5F) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.762 96% 90% - 110% 7.4 7.9 106% 90% - 110% 1.40 1.4 100% 90% - 110% 0.792 0.87 110% 90% - 110%

CRM #5 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 7.7 104% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U723581
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U723581

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

May 10, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U711642AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.96 0.042E5489979 (4312113)
3.18 0.025E5489980 (4312114)
1.72 0.506E5489981 (4312115)
3.60 0.983E5489982 (4312116)
3.68 0.825E5489983 (4312117)
3.62 1.48E5489984 (4312118)
1.00 0.626E5489985 (4312119)
2.74 1.38E5489986 (4312120)
2.40 1.84E5489987 (4312121)
1.66 0.886E5489988 (4312122)
1.26 0.006E5489989 (4312124)
1.00 0.649E5489990 (4312125)
1.56 1.82E5489991 (4312126)
1.68 0.755E5489992 (4312127)
2.74 0.627E5489993 (4312128)
1.92 0.569E5489994 (4312129)
2.18 0.260E5489995 (4312130)
2.86 0.246E5489996 (4312131)
1.38 1.41E5489997 (4312132)
1.04 0.505E5489998 (4312133)
0.08 1.39E5489999 (4312134)
2.44 0.738E5490000 (4312135)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711642

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5489979 0.0419 0.0525 22.5% E5489992 0.755 0.796 5.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711642
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.75 95% 90% - 110% 1.40 1.28 92% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711642
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U711642

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

May 09, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U711821AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.94 0.041E5513118 (4313019)
0.10 0.465E5513119 (4313020)
1.48 0.157E5513120 (4313021)
0.64 0.324E5513121 (4313022)
2.22 0.156E5513122 (4313023)
1.90 0.754E5513123 (4313024)
1.44 0.490E5513124 (4313025)
2.96 0.070E5513125 (4313026)
3.14 0.457E5513126 (4313027)
2.62 1.40E5513127 (4313028)
2.20 0.269E5513128 (4313029)
2.38 0.798E5513129 (4313030)
0.10 3.90E5513130 (4313031)
2.30 0.808E5513131 (4313032)
1.48 0.328E5513132 (4313033)
2.64 0.052E5513133 (4313034)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711821

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 09, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513118 0.0410 0.0467 13.0% E5513131 0.808 0.749 7.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711821
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.729 92% 90% - 110% 1.40 1.31 94% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711821
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U711821

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Sep 09, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U748932AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.16 0.238E5490001 (4665930)
1.84 0.064E5490002 (4665931)
1.84 0.057E5490003 (4665932)
2.62 0.277E5490004 (4665933)
1.78 0.177E5490005 (4665934)
3.02 0.397E5490006 (4665935)
3.74 0.374E5490007 (4665936)
3.46 0.114E5490008 (4665937)
1.44 0.004E5490009 (4665938)
3.60 0.195E5490010 (4665939)
3.42 0.117E5490011 (4665940)
3.56 0.150E5490012 (4665941)
3.34 0.188E5490013 (4665942)
3.36 0.116E5490014 (4665943)
2.30 0.102E5490015 (4665944)
2.00 0.175E5490016 (4665945)
0.90 0.346E5490017 (4665946)
3.54 0.496E5490018 (4665947)
0.10 1.02E5490019 (4665948)
3.46 0.328E5490020 (4665949)
2.38 1.50E5490021 (4665950)
2.22 0.768E5490022 (4665951)
1.46 0.093E5490023 (4665952)
2.44 0.070E5490024 (4665953)
3.62 0.051E5490025 (4665954)
3.56 0.046E5490026 (4665955)
2.40 0.062E5490027 (4665956)
2.20 0.099E5490028 (4665957)
1.54 0.003E5490029 (4665958)
1.54 0.200E5490030 (4665959)
1.02 3.75E5490031 (4665960)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748932

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 19, 2013 DATE REPORTED: Sep 09, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.48 0.215E5490032 (4665961)
3.52 0.033E5490033 (4665962)
3.58 0.098E5490034 (4665963)
3.56 0.057E5490035 (4665964)
3.62 0.026E5490036 (4665965)
3.08 0.040E5490037 (4665966)
3.34 0.172E5490038 (4665967)
3.26 0.729E5490039 (4665968)
3.18 0.081E5490040 (4665969)
0.08 0.904E5490041 (4665970)
3.48 0.041E5490042 (4665971)
3.26 0.084E5490043 (4665972)
1.80 0.057E5490044 (4665973)
3.20 0.152E5490045 (4665974)
3.74 0.302E5490046 (4665975)
1.60 0.041E5490047 (4665976)
2.30 0.059E5490048 (4665977)
1.52 0.002E5490049 (4665978)
2.38 0.292E5490050 (4665979)
2.10 0.330E5490051 (4665980)
3.34 0.087E5490052 (4665981)
3.52 0.029E5490053 (4665982)
2.54 0.405E5490054 (4665983)
2.78 0.617E5490055 (4665984)
2.00 0.097E5490056 (4665985)
3.36 0.034E5490057 (4665986)
3.58 0.042E5490058 (4665987)
0.10 1.02E5490059 (4665988)
3.28 0.036E5513060 (4665989)
3.20 0.023E5513061 (4665990)
2.52 0.052E5513062 (4665991)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748932

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 19, 2013 DATE REPORTED: Sep 09, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.52 0.059E5513063 (4665992)
1.72 0.081E5513064 (4665993)
2.94 0.064E5513065 (4665994)
3.26 0.266E5513066 (4665995)
2.86 0.815E5513067 (4665996)
1.88 0.126E5513068 (4665997)
1.56 0.005E5513069 (4665998)
3.40 0.179E5513070 (4665999)
3.50 0.142E5513071 (4666000)
3.62 0.377E5513072 (4666001)
3.66 0.411E5513073 (4666002)
3.80 0.121E5513074 (4666003)
3.68 0.549E5513075 (4666004)
3.40 0.166E5513076 (4666005)
3.66 1.23E5513077 (4666006)
3.40 0.246E5513078 (4666007)
0.10 0.043E5513079 (4666008)
1.92 0.335E5513080 (4666009)
2.16 0.310E5513081 (4666010)
4.24 0.135E5513082 (4666011)
3.72 0.248E5513083 (4666012)
1.64 0.301E5513084 (4666013)
2.42 0.255E5513085 (4666014)
1.30 0.028E5513086 (4666015)
2.88 0.109E5513087 (4666016)
3.62 0.265E5513088 (4666017)
1.56 0.006E5513089 (4666018)
3.78 0.180E5513090 (4666019)
3.64 0.240E5513091 (4666020)
3.66 0.152E5513092 (4666021)
3.58 0.894E5513093 (4666022)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748932

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 19, 2013 DATE REPORTED: Sep 09, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.46 6.24E5513094 (4666023)
2.44 7.84E5513095 (4666024)
2.58 0.912E5513096 (4666025)
3.48 0.168E5513097 (4666026)
3.46 0.012E5513098 (4666027)
0.10 0.916E5513099 (4666028)
3.28 0.017E5513100 (4666029)
3.32 0.005E5513101 (4666030)
3.46 0.004E5513102 (4666031)
3.50 0.016E5513103 (4666032)
3.70 0.093E5513104 (4666033)
3.60 0.121E5513105 (4666034)
3.34 0.075E5513106 (4666035)
3.52 0.007E5513107 (4666036)
3.54 0.003E5513108 (4666037)
1.36 0.002E5513109 (4666038)
3.58 0.016E5513110 (4666039)
3.52 0.004E5513111 (4666040)
2.76 0.065E5513112 (4666041)
3.18 0.210E5513113 (4666042)
3.32 0.082E5513114 (4666043)
3.24 0.115E5513115 (4666044)
3.12 0.074E5513116 (4666045)
3.30 0.016E5513117 (4666046)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748932

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 19, 2013 DATE REPORTED: Sep 09, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5490001 0.238 0.256 7.3% E5490013 0.188 0.188 0.0% E5490026 0.046 0.042 9.1% E5513113 0.210 0.212 0.9%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5490051 0.330 0.319 3.4% E5513063 0.059 0.069 15.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748932
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (GS7E) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.813 103% 90% - 110% 1.40 1.42 102% 90% - 110% 7.4 7.7 105% 90% - 110% 0.792 0.875 110% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748932
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U748932

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Sep 11, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U751300AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.06 0.242E5513134 (4685210)
2.52 0.120E5513135 (4685211)
1.82 0.031E5513136 (4685212)
3.64 0.070E5513137 (4685214)
2.54 0.115E5513138 (4685216)
1.76 0.017E5513139 (4685217)
3.66 0.078E5513140 (4685218)
3.58 0.042E5513141 (4685219)
2.46 0.494E5513142 (4685220)
2.50 0.011E5513143 (4685221)
3.42 0.174E5513144 (4685222)
2.40 0.030E5513145 (4685223)
2.26 0.160E5513146 (4685224)
0.94 0.736E5513147 (4685225)
1.66 0.594E5513148 (4685226)
0.08 1.06E5513149 (4685227)
2.32 0.166E5513150 (4685228)
1.58 0.058E5513151 (4685229)
2.48 0.308E5513152 (4685230)
2.36 0.357E5513153 (4685231)
2.16 0.770E5513154 (4685232)
3.24 0.424E5513155 (4685233)
3.48 0.186E5513156 (4685234)
3.52 0.138E5513157 (4685235)
1.90 0.167E5513158 (4685236)
1.48 0.007E5513159 (4685237)
2.04 0.079E5513160 (4685238)
3.26 1.33E5513161 (4685239)
2.62 0.053E5513162 (4685240)
2.44 0.808E5513163 (4685241)
2.66 0.025E5513164 (4685242)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751300

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 11, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.36 0.019E5513165 (4685243)
3.48 0.026E5513166 (4685244)
3.56 0.056E5513167 (4685245)
3.62 0.027E5513168 (4685246)
0.08 0.981E5513169 (4685247)
3.52 0.019E5513170 (4685248)
3.54 0.786E5513171 (4685249)
3.52 0.039E5513172 (4685250)
1.86 0.030E5513173 (4685251)
2.18 1.39E5513174 (4685252)
2.50 0.155E5513175 (4685253)
3.62 0.090E5513176 (4685254)
3.44 0.124E5513177 (4685255)
3.34 0.396E5513178 (4685256)
1.80 0.007E5513179 (4685257)
3.84 0.082E5513180 (4685258)
2.98 0.168E5513181 (4685259)
2.48 1.36E5513182 (4685260)
2.40 0.420E5513183 (4685261)
3.88 0.636E5513184 (4685262)
3.50 0.114E5513185 (4685263)
3.76 0.047E5513186 (4685264)
3.60 0.575E5513187 (4685265)
3.52 0.323E5513188 (4685266)
0.08 1.30E5513189 (4685267)
3.26 0.169E5513190 (4685268)
3.56 0.123E5513191 (4685269)
3.56 0.237E5513192 (4685270)
3.62 0.334E5513193 (4685271)
3.60 0.176E5513194 (4685272)
4.24 0.048E5513195 (4685273)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751300

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 11, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

NRC NRCE5513196 (4685274)
NRC NRCE5513197 (4685275)
NRC NRCE5513198 (4685276)
NRC NRCE5513199 (4685277)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751300

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 11, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513134 0.242 0.316 26.5% E5513146 0.160 0.161 0.6% E5513160 0.0787 0.0719 9.0% E5513172 0.039 0.027

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5513185 0.114 0.0872 26.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13U751300
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (GS7E) CRM #3 (CM14) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.3 99% 90% - 110% 7.4 7.9 106% 90% - 110% 0.792 0.872 110% 90% - 110% 1.40 1.41 100% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13U751300
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U751300

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop Project

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

May 10, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U711812AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.08 0.095E5511494 (4312920)
3.10 0.264E5511495 (4312921)
2.02 1.36E5511496 (4312923)
2.32 0.761E5511497 (4312924)
3.44 0.234E5511498 (4312925)
1.66 0.003E5511499 (4312927)
3.02 0.270E5511500 (4312929)
3.24 3.56E5511501 (4312931)
1.44 2.61E5511502 (4312932)
2.46 0.204E5511503 (4312933)
2.22 0.018E5511504 (4312935)
3.42 0.914E5511505 (4312936)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711812

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511494 0.0954 0.124 26.1% E5511505 0.914 0.912 0.2%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711812
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 7.4 100% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711812
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U711812

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Sep 10, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U751293AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.04 0.017E5511382 (4684929)
3.50 0.005E5511383 (4684930)
3.76 0.114E5511384 (4684931)
1.76 0.017E5511385 (4684932)
2.86 0.101E5511386 (4684933)
3.18 0.425E5511387 (4684934)
1.14 0.188E5511388 (4684935)
0.08 0.913E5511389 (4684936)
2.38 0.591E5511390 (4684937)
3.00 2.92E5511391 (4684938)
3.36 1.41E5511392 (4684939)
1.40 0.038E5511393 (4684940)
3.16 0.030E5511394 (4684941)
2.14 0.083E5511395 (4684942)
3.56 0.019E5511396 (4684943)
3.34 0.014E5511397 (4684944)
1.54 0.005E5511398 (4684945)
0.74 0.002E5511399 (4684946)
2.68 0.927E5511400 (4684947)
2.08 0.884E5511401 (4684948)
2.76 0.884E5511402 (4684949)
1.54 0.780E5511403 (4684950)
3.06 0.314E5511404 (4684951)
2.68 3.31E5511405 (4684952)
3.68 0.335E5511406 (4684953)
2.00 0.054E5511407 (4684954)
1.88 0.028E5511408 (4684955)
0.10 0.918E5511409 (4684956)
2.80 0.013E5511410 (4684957)
3.80 0.005E5511411 (4684958)
1.64 0.054E5511412 (4684959)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751293

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.90 0.033E5511413 (4684960)
2.12 0.215E5511414 (4684961)
2.36 0.006E5511415 (4684962)
1.80 2.02E5511416 (4684963)
3.22 0.030E5511417 (4684964)
3.46 0.083E5511418 (4684965)
0.74 0.010E5511419 (4684966)
3.04 0.251E5511420 (4684967)
2.52 0.180E5511421 (4684968)
1.52 0.026E5511422 (4684969)
3.14 0.079E5511423 (4684970)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751293

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511382 0.017 0.010 E5511394 0.030 0.027 10.5% E5511408 0.028 0.029 3.5% E5511420 0.251 0.273 8.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13U751293
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.2 97% 90% - 110% 1.40 1.43 102% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13U751293
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U751293

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop Project

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Sep 13, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U751317AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

2.56 0.036E5511340 (4685559)
2.54 0.083E5511341 (4685560)
2.44 >10 11.0E5511342 (4685561)
2.34 0.014E5511343 (4685562)
2.40 0.088E5511344 (4685563)
3.62 0.674E5511345 (4685564)
2.24 0.180E5511346 (4685565)
1.16 1.17E5511347 (4685566)
2.22 0.212E5511348 (4685567)
0.08 0.995E5511349 (4685568)
3.02 0.055E5511350 (4685569)
1.46 0.249E5511351 (4685570)
2.14 0.003E5511352 (4685571)
2.52 0.116E5511353 (4685572)
3.52 0.044E5511354 (4685573)
3.86 0.006E5511355 (4685575)
3.42 0.099E5511356 (4685576)
2.18 0.003E5511357 (4685577)
1.70 0.024E5511358 (4685578)
1.82 0.003E5511359 (4685579)
2.72 0.048E5511360 (4685580)
2.70 0.007E5511361 (4685581)
2.42 0.065E5511362 (4685582)
2.02 0.005E5511363 (4685583)
3.46 0.007E5511364 (4685584)
3.32 0.004E5511365 (4685585)
3.54 0.235E5511366 (4685586)
1.78 0.092E5511367 (4685587)
3.48 0.004E5511368 (4685588)
0.08 1.45E5511369 (4685589)
3.88 0.082E5511370 (4685590)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751317

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.76 0.003E5511371 (4685591)
3.56 0.005E5511372 (4685592)
3.88 0.071E5511373 (4685593)
2.44 0.018E5511374 (4685594)
2.86 1.49E5511375 (4685595)
0.44 0.276E5511376 (4685596)
3.52 0.019E5511377 (4685597)
3.14 0.019E5511378 (4685598)
1.22 0.002E5511379 (4685599)
2.30 0.150E5511380 (4685600)
1.98 1.24E5511381 (4685601)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751317

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511340 0.0360 0.0321 11.5% E5511352 0.003 0.003 0.0% E5511366 0.235 0.049 E5511378 0.0194 0.0164 16.8%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13U751317
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.769 97% 90% - 110% 1.40 1.35 97% 90% - 110% 7.4 7.7 104% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13U751317
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U751317

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop Project

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Sep 18, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U753152AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.16 0.243E5511424 (4698621)
1.72 0.140E5511425 (4698622)
3.86 0.568E5511426 (4698623)
2.16 0.298E5511427 (4698624)
1.64 0.092E5511428 (4698625)
0.08 0.835E5511429 (4698626)
3.44 0.204E5511430 (4698627)
1.20 0.016E5511431 (4698628)
3.12 0.018E5511432 (4698629)
2.36 0.025E5511433 (4698630)
3.26 0.013E5511434 (4698631)
3.46 0.027E5511435 (4698632)
2.50 0.033E5511436 (4698633)
1.40 0.309E5511437 (4698634)
1.94 0.148E5511438 (4698635)
0.78 0.003E5511439 (4698636)
1.68 0.175E5511440 (4698637)
3.30 0.017E5511441 (4698638)
3.04 0.017E5511442 (4698639)
2.30 0.011E5511443 (4698640)
1.62 0.020E5511444 (4698641)
2.52 0.100E5511445 (4698642)
1.38 0.046E5511446 (4698643)
2.78 0.060E5511447 (4698644)
1.24 0.062E5511448 (4698645)
0.08 1.00E5511449 (4698646)
2.64 0.066E5511450 (4698647)
1.78 0.019E5511451 (4698648)
1.80 0.019E5511452 (4698649)
1.72 0.010E5511453 (4698650)
1.44 0.031E5511454 (4698651)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 30, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U753152

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 30, 2013 DATE REPORTED: Sep 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.98 0.019E5511455 (4698652)
2.96 0.035E5511456 (4698653)
1.84 0.036E5511457 (4698654)
1.40 0.022E5511458 (4698655)
1.08 0.002E5511459 (4698656)
3.20 0.018E5511460 (4698657)
3.26 0.013E5511461 (4698658)
3.44 0.009E5511462 (4698659)
3.18 0.014E5511463 (4698660)
3.20 0.021E5511464 (4698661)
1.88 0.020E5511465 (4698662)
2.12 0.022E5511466 (4698663)
2.16 0.038E5511467 (4698664)
2.30 0.038E5511468 (4698665)
0.08 0.507E5511469 (4698666)
1.90 0.017E5511470 (4698667)
2.20 0.026E5511471 (4698668)
1.64 0.026E5511472 (4698669)
2.46 0.030E5511473 (4698670)
1.88 0.023E5511474 (4698671)
1.56 0.019E5511475 (4698672)
1.96 0.028E5511476 (4698673)
3.46 0.018E5511477 (4698674)
1.16 0.032E5511478 (4698675)
0.74 0.004E5511479 (4698676)
1.90 0.019E5511480 (4698677)
3.74 0.011E5511481 (4698678)
3.12 0.035E5511482 (4698679)
1.34 0.071E5511483 (4698680)
3.30 0.044E5511484 (4698681)
3.20 0.055E5511485 (4698682)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 30, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U753152

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 30, 2013 DATE REPORTED: Sep 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.46 0.085E5511486 (4698683)
3.52 0.131E5511487 (4698684)
1.48 0.175E5511488 (4698685)
0.08 1.52E5511489 (4698686)
2.44 0.388E5511490 (4698687)
3.24 0.160E5511491 (4698688)
2.64 0.167E5511492 (4698689)
3.06 0.068E5511493 (4698690)
2.42 0.338E5511506 (4698691)
3.74 0.131E5511507 (4698692)
3.18 0.185E5511508 (4698693)
0.88 0.002E5511509 (4698694)
3.96 0.120E5511510 (4698695)
2.24 0.396E5511511 (4698696)
2.06 0.162E5511512 (4698697)
1.98 0.055E5511513 (4698698)
2.30 0.687E5511514 (4698699)
3.74 0.433E5511515 (4698700)
3.08 0.288E5511516 (4698701)
1.86 0.060E5511517 (4698702)
3.30 0.004E5511518 (4698703)
0.08 1.51E5511519 (4698704)
4.24 1.66E5511520 (4698705)
1.80 2.04E5511521 (4698706)
2.34 2.19E5511522 (4698707)
2.64 0.026E5511523 (4698708)
3.22 1.22E5511524 (4698709)
1.98 0.790E5511525 (4698710)
2.12 0.119E5511526 (4698711)
2.18 0.035E5511527 (4698712)
1.98 0.378E5511528 (4698713)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 30, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U753152

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 30, 2013 DATE REPORTED: Sep 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.92 0.005E5511529 (4698714)
2.52 0.017E5511530 (4698715)
2.88 0.008E5511531 (4698716)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 30, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U753152

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 30, 2013 DATE REPORTED: Sep 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511424 0.243 0.226 7.2% E5511437 0.309 0.263 16.1% E5511450 0.0664 0.0743 11.2% E5511463 0.014 0.014 0.0%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511475 0.0194 0.0203 4.5% E5511488 0.175 0.187 6.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U753152
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (GS7E) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.811 102% 90% - 110% 1.40 1.37 98% 90% - 110% 7.4 7.2 97% 90% - 110% 0.792 0.808 102% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U753152
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U753152

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP PROJECT

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

May 10, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U711620AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.22 0.019E5513201 (4311979)
1.30 0.006E5513202 (4311980)
3.30 0.273E5513203 (4311981)
1.64 1.36E5513204 (4311982)
2.76 9.37E5513205 (4311983)
2.34 1.88E5513206 (4311984)
3.20 0.796E5513207 (4311985)
1.64 0.269E5513208 (4311986)
3.22 0.040E5513209 (4311987)
1.72 0.029E5513210 (4311988)
2.10 0.045E5513211 (4311989)
0.10 0.947E5513212 (4311990)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 03, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U711620

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 03, 2013 DATE REPORTED: May 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5513201 0.019 0.014

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711620
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14)

Parameter Expect Actual Recovery Limits

Au 0.792 0.75 95% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U711620
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U711620

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 9

Sep 05, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U748007AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 9

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.38 0.021E5513196 (4656105)
3.64 0.024E5513197 (4656106)
1.64 0.168E5513198 (4656107)
4.02 0.015E5513199 (4656108)
3.36 0.016E5513200 (4656109)
2.16 0.039E5513213 (4656110)
3.62 0.064E5513214 (4656111)
2.44 0.029E5513215 (4656112)
1.40 0.033E5513216 (4656113)
2.54 0.053E5513217 (4656114)
2.08 0.069E5513218 (4656115)
3.50 0.360E5513219 (4656116)
3.50 0.057E5513220 (4656117)
3.46 0.070E5513221 (4656118)
1.24 0.007E5513222 (4656119)
3.54 0.033E5513223 (4656120)
3.64 0.088E5513224 (4656121)
3.42 0.023E5513225 (4656122)
3.82 0.023E5513226 (4656123)
1.36 0.014E5513227 (4656124)
2.02 0.031E5513228 (4656125)
3.44 0.025E5513229 (4656126)
3.44 0.041E5513230 (4656127)
3.70 0.016E5513231 (4656128)
0.08 0.508E5513232 (4656129)
3.86 0.016E5513233 (4656130)
2.86 0.054E5513234 (4656131)
2.96 0.049E5513235 (4656132)
3.00 0.033E5513236 (4656133)
1.88 0.033E5513237 (4656134)
1.94 0.085E5513238 (4656135)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748007

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 05, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.58 0.064E5513239 (4656136)
2.98 0.103E5513240 (4656137)
2.12 0.024E5513241 (4656138)
1.46 0.004E5513242 (4656139)
1.96 0.067E5513243 (4656140)
2.10 0.238E5513244 (4656141)
3.08 0.064E5513245 (4656142)
2.66 0.067E5513246 (4656143)
3.18 0.062E5513247 (4656144)
2.10 0.036E5513248 (4656145)
2.64 0.037E5513249 (4656146)
1.60 0.077E5513250 (4656147)
1.88 0.028E5513251 (4656148)
0.08 1.01E5513252 (4656149)
2.44 0.024E5513253 (4656150)
2.72 0.084E5513254 (4656151)
3.08 0.025E5513255 (4656152)
2.54 0.069E5513256 (4656153)
0.98 0.030E5513257 (4656154)
1.40 0.063E5513258 (4656155)
3.38 0.127E5513259 (4656156)
3.02 0.083E5513260 (4656157)
3.78 0.113E5513261 (4656158)
1.34 0.007E5513262 (4656159)
3.36 0.022E5513263 (4656160)
3.50 0.037E5513264 (4656161)
2.04 0.041E5513265 (4656162)
3.82 0.070E5513266 (4656163)
3.70 0.085E5513267 (4656164)
3.40 0.046E5513268 (4656165)
3.82 0.014E5513269 (4656166)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748007

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 05, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.44 0.021E5513270 (4656167)
3.54 0.025E5513271 (4656168)
3.36 0.054E5513272 (4656169)
0.08 0.844E5513273 (4656170)
3.28 0.091E5513274 (4656171)
2.08 0.034E5513275 (4656172)
2.86 0.027E5513276 (4656173)
3.10 0.036E5513277 (4656174)
3.50 0.036E5513278 (4656175)
3.18 0.048E5513279 (4656176)
2.10 0.096E5513280 (4656177)
3.06 0.021E5513281 (4656178)
3.38 0.026E5513282 (4656179)
1.48 0.004E5513283 (4656180)
1.58 0.021E5513284 (4656181)
1.28 0.009E5513285 (4656182)
2.38 0.030E5513286 (4656183)
2.14 0.037E5513287 (4656184)
2.34 0.045E5513288 (4656185)
2.92 0.026E5513289 (4656186)
2.34 0.017E5513290 (4656187)
3.68 0.023E5513291 (4656188)
2.38 0.027E5513292 (4656189)
0.10 0.983E5513293 (4656190)
3.52 0.020E5513294 (4656191)
1.98 0.021E5513295 (4656192)
1.78 0.028E5513296 (4656193)
2.02 0.046E5513297 (4656194)
3.46 0.024E5513298 (4656195)
3.52 0.148E5513299 (4656196)
2.00 0.070E5513300 (4656197)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748007

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 05, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.54 0.091E5513301 (4656198)
1.84 0.009E5513302 (4656199)
2.14 0.098E5513303 (4656200)
2.22 0.090E5513304 (4656201)
3.44 0.220E5513305 (4656202)
3.68 0.189E5513306 (4656203)
3.88 0.428E5513307 (4656204)
3.54 0.052E5513308 (4656205)
3.52 0.035E5513309 (4656206)
3.34 0.009E5513310 (4656207)
1.74 0.046E5513311 (4656208)
0.08 0.823E5513312 (4656209)
2.34 0.267E5513313 (4656210)
2.74 0.279E5513314 (4656211)
1.84 0.370E5513315 (4656212)
2.76 0.161E5513316 (4656213)
1.60 0.134E5513317 (4656214)
3.70 0.183E5513318 (4656215)
3.52 0.283E5513319 (4656216)
3.52 0.050E5513320 (4656217)
2.86 0.038E5513321 (4656218)
4.02 0.635E5513322 (4656219)
1.44 0.027E5513323 (4656220)
2.52 0.235E5513324 (4656221)
2.58 0.084E5513325 (4656222)
3.44 0.039E5513326 (4656223)
3.68 0.558E5513327 (4656224)
2.24 1.40E5513328 (4656225)
2.34 0.091E5513329 (4656226)
2.38 0.368E5513330 (4656227)
3.16 0.904E5513331 (4656228)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748007

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 05, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 9



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.08 0.476E5513332 (4656229)
3.40 0.370E5513333 (4656230)
3.46 0.020E5513334 (4656231)
3.40 0.273E5513335 (4656232)
3.32 1.05E5513336 (4656233)
3.86 0.067E5513337 (4656234)
3.26 0.063E5513338 (4656235)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748007

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 05, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 6 of 9



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513196 0.021 0.019 10.0% E5513221 0.070 0.071 1.4% E5513234 0.054 0.049 9.7% E5513247 0.062 0.062 0.0%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513334 0.020 0.018 10.5% E5513272 0.0535 0.0517 3.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748007
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 9



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (CM14) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.793 100% 90% - 110% 1.40 1.54 110% 90% - 110% 0.792 0.795 100% 90% - 110% 7.4 7.3 98% 90% - 110%

CRM #5 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.27 90% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748007
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 8 of 9



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U748007

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 9 of 9



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

May 10, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U712380AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.66 0.019E5511762 (4319797)
3.08 0.018E5511763 (4319798)
3.24 0.009E5511764 (4319799)
3.32 0.028E5511765 (4319800)
2.74 0.013E5511766 (4319801)
2.88 0.042E5511767 (4319802)
2.68 0.062E5511768 (4319803)
0.10 1.47E5511769 (4319804)
2.90 0.011E5511770 (4319805)
2.36 0.015E5511771 (4319806)
2.70 0.019E5511772 (4319807)
1.10 0.025E5511773 (4319808)
1.74 0.060E5511774 (4319809)
1.66 0.037E5511775 (4319810)
2.26 0.013E5511776 (4319811)
1.06 0.017E5511777 (4319812)
2.84 0.021E5511778 (4319813)
1.02 <0.001E5511779 (4319814)
2.44 0.031E5511780 (4319815)
2.10 0.064E5511781 (4319816)
2.98 0.104E5511782 (4319817)
2.34 0.302E5511783 (4319818)
2.68 1.09E5511784 (4319819)
3.26 1.26E5511785 (4319820)
1.66 0.178E5511786 (4319821)
1.94 1.02E5511787 (4319822)
3.58 0.112E5511788 (4319823)
0.10 0.975E5511789 (4319824)
1.18 0.077E5511790 (4319825)
2.30 0.091E5511791 (4319827)
2.74 0.271E5511792 (4319828)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 06, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U712380

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 06, 2013 DATE REPORTED: May 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.20 0.050E5511793 (4319829)
2.02 0.313E5511794 (4319830)
2.68 0.053E5511795 (4319831)
3.24 0.131E5511796 (4319832)
3.30 0.081E5511797 (4319833)
1.66 1.16E5511798 (4319834)
2.98 0.068E5511799 (4319835)
3.10 0.059E5511800 (4319836)
2.72 0.091E5511801 (4319837)
3.34 0.281E5511802 (4319838)
3.06 0.076E5511803 (4319839)
3.20 0.121E5511804 (4319840)
3.18 0.063E5511805 (4319841)
2.70 0.022E5511806 (4319842)
2.02 0.006E5511807 (4319843)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 06, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U712380

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 06, 2013 DATE REPORTED: May 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511762 0.019 0.015 23.5% E5511774 0.060 0.059 1.7% E5511786 0.178 0.176 1.1% E5511798 1.16 1.18 1.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U712380
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.52 108% 90% - 110% 0.792 0.747 94% 90% - 110% 7.4 7.6 102% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U712380
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U712380

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Sep 05, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U748078AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.66 <0.001E5511532 (4657140)
3.32 0.008E5511533 (4657141)
3.44 <0.001E5511534 (4657142)
3.12 0.019E5511535 (4657143)
3.06 <0.001E5511536 (4657144)
3.64 0.010E5511537 (4657145)
3.00 0.066E5511538 (4657146)
3.52 0.019E5511539 (4657147)
3.46 0.003E5511540 (4657148)
1.60 0.076E5511541 (4657149)
0.10 1.01E5511542 (4657150)
2.34 0.004E5511543 (4657151)
2.26 0.009E5511544 (4657152)
1.56 0.010E5511545 (4657153)
1.88 0.132E5511546 (4657154)
1.70 0.181E5511547 (4657155)
3.12 0.037E5511548 (4657156)
0.98 0.002E5511549 (4657157)
3.44 0.025E5511550 (4657158)
3.46 0.019E5511551 (4657159)
2.32 0.025E5511552 (4657160)
2.70 0.016E5511553 (4657161)
1.98 0.140E5511554 (4657162)
2.60 0.482E5511555 (4657163)
1.32 0.342E5511556 (4657164)
2.28 0.340E5511557 (4657165)
3.28 0.291E5511558 (4657166)
0.10 0.871E5511559 (4657167)
3.64 0.313E5511560 (4657169)
3.60 3.56E5511561 (4657170)
2.28 0.141E5511562 (4657171)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748078

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 05, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.36 0.217E5511563 (4657172)
2.40 0.071E5511564 (4657173)
2.66 0.388E5511565 (4657174)
2.56 1.06E5511566 (4657175)
3.08 0.686E5511567 (4657176)
3.34 0.016E5511568 (4657177)
0.64 0.012E5511569 (4657178)
3.20 0.001E5511570 (4657179)
3.70 0.028E5511571 (4657180)
3.50 0.017E5511572 (4657181)
2.06 0.567E5511573 (4657182)
1.62 0.057E5511574 (4657183)
3.50 0.253E5511575 (4657184)
4.12 0.028E5511576 (4657185)
3.40 0.006E5511577 (4657186)
3.50 0.004E5511578 (4657187)
0.10 1.04E5511579 (4657188)
2.26 0.005E5511580 (4657189)
1.82 0.020E5511581 (4657190)
1.30 5.82E5511582 (4657192)
1.80 0.377E5511583 (4657193)
2.34 0.033E5511584 (4657194)
1.72 0.571E5511585 (4657195)
2.06 0.690E5511586 (4657196)
3.74 0.009E5511587 (4657198)
3.26 0.008E5511588 (4657199)
0.54 <0.001E5511589 (4657200)
3.84 0.003E5511590 (4657201)
3.42 0.014E5511591 (4657203)
2.20 0.005E5511592 (4657204)
2.84 0.052E5511593 (4657206)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748078

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 05, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.32 <0.001E5511594 (4657207)
1.28 0.045E5511595 (4657208)
3.06 0.093E5511596 (4657209)
2.60 0.242E5511597 (4657210)
1.70 0.040E5511598 (4657212)
0.08 0.482E5511599 (4657213)
3.24 0.616E5511600 (4657214)
3.34 0.324E5511601 (4657215)
2.66 0.010E5511602 (4657216)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748078

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 05, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511532 < 0.001 < 0.001 0.0% E5511544 0.009 0.010 10.5% E5511557 0.340 0.379 10.8% E5511569 0.012 0.011 8.7%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511582 5.82 5.84 0.3% E5511594 < 0.001 0.003

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748078
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (GS7E) CRM #3 (1P5F) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 6.8 92% 90% - 110% 7.4 7.1 96% 90% - 110% 1.40 1.45 104% 90% - 110% 0.792 0.866 109% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748078
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U748078

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 10

Sep 13, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U751338AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project

Laboratories (V1) Page 1 of 10

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.50 0.089E5511603 (4686497)
2.92 0.005E5511604 (4686498)
2.76 0.016E5511605 (4686499)
3.16 0.018E5511606 (4686500)
3.60 0.064E5511607 (4686501)
3.12 0.029E5511608 (4686502)
0.88 0.001E5511609 (4686503)
3.02 0.008E5511610 (4686504)
1.48 0.003E5511611 (4686505)
2.06 0.001E5511612 (4686506)
3.42 0.004E5511613 (4686507)
2.30 0.021E5511614 (4686508)
1.80 0.068E5511615 (4686509)
4.30 0.197E5511616 (4686510)
1.50 1.52E5511617 (4686511)
2.22 0.640E5511618 (4686512)
0.08 0.986E5511619 (4686513)
2.14 2.75E5511620 (4686514)
2.50 3.40E5511621 (4686515)
3.94 0.260E5511622 (4686516)
3.64 0.065E5511623 (4686517)
3.84 0.386E5511624 (4686518)
3.02 0.012E5511625 (4686519)
3.82 0.005E5511626 (4686520)
2.92 0.003E5511627 (4686521)
1.14 0.002E5511628 (4686522)
0.08 0.995E5511629 (4686523)
2.26 0.005E5511630 (4686524)
1.68 0.024E5511631 (4686525)
1.76 0.011E5511632 (4686526)
2.98 0.004E5511633 (4686527)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751338

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 10



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.92 0.076E5511634 (4686528)
1.30 0.088E5511635 (4686529)
2.08 0.061E5511636 (4686530)
2.18 0.035E5511637 (4686531)
3.24 0.072E5511638 (4686532)
0.60 0.006E5511639 (4686533)
1.92 0.040E5511640 (4686534)
3.24 0.063E5511641 (4686535)
2.86 0.047E5511642 (4686536)
2.90 0.020E5511643 (4686537)
3.18 0.003E5511644 (4686538)
2.24 0.002E5511645 (4686539)
2.84 0.003E5511646 (4686540)
2.16 0.007E5511647 (4686541)
2.60 0.003E5511648 (4686542)
3.06 0.001E5511649 (4686543)
1.96 0.010E5511650 (4686544)
0.08 0.850E5511651 (4686545)
3.48 0.018E5511652 (4686546)
3.66 0.491E5511653 (4686547)
3.28 0.063E5511654 (4686548)
3.64 0.059E5511655 (4686549)
3.42 0.014E5511656 (4686550)
2.00 0.015E5511657 (4686551)
3.44 0.027E5511658 (4686552)
1.08 0.004E5511659 (4686553)
3.50 0.073E5511660 (4686554)
2.22 0.011E5511661 (4686555)
1.68 0.003E5511662 (4686556)
2.74 0.010E5511663 (4686557)
2.16 0.005E5511664 (4686558)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751338

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 10



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.22 0.005E5511665 (4686559)
3.54 0.023E5511666 (4686560)
3.78 0.039E5511667 (4686561)
3.40 0.058E5511668 (4686562)
0.08 0.989E5511669 (4686563)
2.72 0.014E5511670 (4686564)
2.62 1.09E5511671 (4686565)
3.40 1.59E5511672 (4686566)
1.60 0.379E5511673 (4686567)
2.34 0.075E5511674 (4686568)
2.82 0.029E5511675 (4686569)
2.52 0.484E5511676 (4686570)
3.24 0.048E5511677 (4686571)
2.06 0.020E5511678 (4686572)
0.64 0.015E5511679 (4686573)
1.34 0.066E5511680 (4686574)
1.64 0.136E5511681 (4686575)
3.30 0.096E5511682 (4686576)
3.42 0.022E5511683 (4686577)
3.52 0.036E5511684 (4686578)
3.36 0.135E5511685 (4686579)
1.72 0.013E5511686 (4686580)
2.32 0.023E5511687 (4686581)
1.48 0.052E5511688 (4686582)
3.42 0.095E5511689 (4686583)
1.70 0.081E5511690 (4686584)
0.08 0.869E5511691 (4686585)
3.40 0.021E5511692 (4686586)
1.72 0.020E5511693 (4686587)
3.58 0.031E5511694 (4686588)
3.24 0.013E5511695 (4686589)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751338

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 10



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.20 0.009E5511696 (4686590)
3.50 0.012E5511697 (4686591)
3.28 0.009E5511698 (4686592)
3.22 0.008E5511699 (4686593)
0.80 0.004E5511700 (4686594)
3.32 0.014E5511701 (4686595)
3.16 0.009E5511702 (4686596)
3.42 0.012E5511703 (4686597)
3.24 0.010E5511704 (4686598)
3.36 0.011E5511705 (4686599)
3.34 0.030E5511706 (4686600)
1.86 0.015E5511707 (4686601)
2.22 0.088E5511708 (4686602)
0.08 0.969E5511709 (4686603)
3.40 0.444E5511710 (4686604)
2.06 1.65E5511711 (4686605)
3.34 0.176E5511712 (4686606)
3.46 0.041E5511713 (4686607)
3.28 0.036E5511714 (4686608)
2.36 0.064E5511715 (4686609)
1.96 0.077E5511716 (4686610)
2.44 0.024E5511717 (4686611)
3.22 0.028E5511718 (4686612)
0.60 0.003E5511719 (4686613)
3.22 0.022E5511720 (4686614)
3.40 0.040E5511721 (4686615)
1.58 0.036E5511722 (4686616)
1.60 0.024E5511723 (4686617)
2.26 0.034E5511724 (4686618)
2.34 0.438E5511725 (4686619)
3.58 0.066E5511726 (4686620)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751338

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 10



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.48 0.027E5511727 (4686621)
2.42 0.008E5511728 (4686622)
0.08 0.444E5511729 (4686623)
3.74 0.016E5511730 (4686624)
3.12 0.020E5511731 (4686625)
3.18 0.011E5511732 (4686626)
3.46 0.015E5511733 (4686627)
1.16 0.024E5511734 (4686628)
2.76 0.060E5511735 (4686629)
1.20 0.047E5511736 (4686630)
1.16 0.074E5511737 (4686631)
3.08 0.025E5511738 (4686632)
3.00 0.013E5511739 (4686633)
0.66 0.002E5511740 (4686634)
1.18 0.051E5511741 (4686635)
3.30 0.027E5511742 (4686636)
3.30 0.043E5511743 (4686637)
2.96 0.090E5511744 (4686638)
2.92 0.245E5511745 (4686639)
1.00 0.101E5511746 (4686640)
3.04 0.388E5511747 (4686641)
3.14 0.128E5511748 (4686642)
0.08 0.970E5511749 (4686643)
2.58 0.099E5511750 (4686644)
3.68 0.054E5511751 (4686645)
1.96 0.085E5511752 (4686646)
1.56 0.307E5511753 (4686647)
3.30 0.166E5511754 (4686648)
2.66 0.357E5511755 (4686649)
2.68 0.339E5511756 (4686650)
3.32 0.114E5511757 (4686651)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751338

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 6 of 10



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.70 0.809E5511758 (4686652)
0.52 0.601E5511759 (4686653)
3.22 0.253E5511760 (4686654)
2.46 0.286E5511761 (4686655)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751338

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 7 of 10



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511679 0.015 0.013 14.3% E5511615 0.068 0.069 1.5% E5511630 0.005 0.006 18.2% E5511642 0.0468 0.0546 15.4%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511654 0.0632 0.0700 10.2% E5511740 0.002 0.004

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13U751338
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 8 of 10



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (CM14) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.836 106% 90% - 110% 7.4 7.2 98% 90% - 110% 0.792 0.867 109% 90% - 110% 7.4 7.3 99% 90% - 110%

CRM #5 (1P5F) CRM #6 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.26 90% 90% - 110% 0.792 0.829 105% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13U751338
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 9 of 10



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U751338

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop Project

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 10 of 10



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

May 27, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U714897AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

2.50 0.082E5513339 (4342272)
2.44 0.016E5513340 (4342273)
2.56 0.025E5513341 (4342274)
2.32 0.080E5513342 (4342275)
1.00 0.004E5513343 (4342276)
2.22 0.656E5513344 (4342277)
1.56 0.014E5513345 (4342278)
2.62 0.024E5513346 (4342279)
2.40 0.046E5513347 (4342280)
2.20 <0.001E5513348 (4342281)
2.60 0.005E5513349 (4342282)
3.64 0.001E5513350 (4342283)
2.94 0.018E5513351 (4342284)
2.54 0.273E5513352 (4342285)
0.10 2.15E5513353 (4342286)
2.48 0.351E5513354 (4342287)
2.72 1.27E5513355 (4342288)
2.82 0.236E5513356 (4342289)
3.48 0.013E5513357 (4342290)
3.50 0.006E5513358 (4342291)
3.48 0.002E5513359 (4342292)
1.76 0.004E5513360 (4342293)
1.64 0.484E5513361 (4342294)
2.00 0.524E5513362 (4342295)
0.96 0.006E5513363 (4342296)
2.50 0.439E5513364 (4342297)
2.54 0.115E5513365 (4342298)
2.40 0.475E5513366 (4342299)
2.34 0.161E5513367 (4342300)
2.14 4.19E5513368 (4342301)
2.08 2.47E5513369 (4342302)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U714897

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 14, 2013 DATE REPORTED: May 27, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

2.32 5.29E5513370 (4342303)
0.10 6.51E5513371 (4342304)
2.40 4.44E5513372 (4342305)
2.08 0.107E5513373 (4342306)
2.26 0.171E5513374 (4342307)
2.00 >10 10.6E5513375 (4342308)
2.04 >10 28.9E5513376 (4342309)
2.00 1.06E5513377 (4342310)
1.94 3.47E5513378 (4342311)
1.82 0.362E5513379 (4342312)
0.82 0.957E5513380 (4342313)
2.06 0.763E5513381 (4342314)
0.82 0.031E5513382 (4342315)
1.66 0.478E5513383 (4342316)
1.92 0.424E5513384 (4342317)
1.96 0.834E5513385 (4342318)
2.26 0.284E5513386 (4342319)
2.02 0.139E5513387 (4342320)
1.66 0.160E5513388 (4342321)
2.40 0.263E5513389 (4342322)
2.34 0.325E5513390 (4342323)
2.12 0.131E5513391 (4342324)
2.36 0.198E5513392 (4342325)
0.10 1.00E5513393 (4342326)
2.42 0.223E5513394 (4342327)
2.24 0.176E5513395 (4342328)
2.26 0.131E5513396 (4342329)
1.60 0.132E5513397 (4342330)
2.40 0.097E5513398 (4342331)
2.92 0.174E5513399 (4342332)
1.74 0.186E5513400 (4342333)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U714897

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 14, 2013 DATE REPORTED: May 27, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

2.04 0.243E5513401 (4342334)
2.00 0.169E5513402 (4342335)
1.18 <0.001E5513403 (4342336)
2.34 0.367E5513404 (4342337)
0.98 0.153E5513405 (4342338)
3.08 0.338E5513406 (4342339)
2.18 0.125E5513407 (4342340)
2.96 0.124E5513408 (4342341)
2.52 0.066E5513409 (4342342)
2.96 0.081E5513410 (4342343)
1.88 0.122E5513411 (4342344)
0.10 2.22E5513412 (4342345)
2.30 0.138E5513413 (4342346)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U714897

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 14, 2013 DATE REPORTED: May 27, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513351 0.018 0.055 E5513364 0.439 0.420 4.4% E5513376 28.6 28.8 0.7% E5513389 0.263 0.237 10.4%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513401 0.243 0.197 20.9% E5513413 0.138 0.143 3.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U714897
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (1P5F) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.729 92% 90% - 110% 7.4 7.1 96% 90% - 110% 1.40 1.43 102% 90% - 110% 7.4 7.3 98% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U714897
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U714897

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Sep 03, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U748921AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.04 0.032E5513414 (4665803)
1.56 0.116E5513415 (4665804)
2.18 0.208E5513416 (4665805)
2.64 0.073E5513417 (4665806)
1.86 1.16E5513418 (4665807)
1.52 0.386E5513419 (4665808)
1.94 0.368E5513420 (4665809)
2.00 0.067E5513421 (4665810)
1.52 0.010E5513422 (4665811)
1.20 0.087E5513423 (4665812)
2.30 0.027E5513424 (4665813)
1.70 0.013E5513425 (4665814)
2.18 0.055E5513426 (4665815)
2.32 0.267E5513427 (4665816)
1.40 0.073E5513428 (4665817)
0.90 0.087E5513429 (4665818)
2.04 0.034E5513430 (4665819)
2.02 0.135E5513431 (4665820)
2.50 0.218E5513432 (4665821)
0.10 0.444E5513433 (4665822)
2.34 0.913E5513434 (4665823)
2.58 0.851E5513435 (4665824)
2.52 0.168E5513436 (4665825)
0.82 0.097E5513437 (4665826)
1.72 0.011E5513438 (4665827)
2.62 0.361E5513439 (4665828)
2.98 0.032E5513440 (4665829)
1.78 0.514E5513441 (4665830)
2.62 0.460E5513442 (4665831)
1.46 0.027E5513443 (4665832)
3.04 0.164E5513444 (4665833)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748921

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 19, 2013 DATE REPORTED: Sep 03, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.08 0.047E5513445 (4665834)
2.40 0.065E5513446 (4665835)
2.28 0.027E5513447 (4665836)
2.52 0.037E5513448 (4665837)
2.70 0.085E5513449 (4665838)
1.46 3.83E5513450 (4665839)
1.36 3.28E5513451 (4665840)
2.34 0.889E5513452 (4665841)
1.36 0.927E5513453 (4665842)
0.10 3.39E5513454 (4665843)
2.98 0.311E5513455 (4665844)
3.00 0.828E5513456 (4665845)
2.26 0.053E5513457 (4665846)
1.50 0.032E5513458 (4665847)
0.94 0.062E5513459 (4665848)
2.28 0.025E5513460 (4665849)
2.00 0.018E5513461 (4665850)
1.40 0.095E5513462 (4665852)
1.44 0.007E5513463 (4665853)
0.74 0.037E5513464 (4665854)
1.14 0.068E5513465 (4665855)
2.58 0.200E5513466 (4665856)
0.80 0.658E5513467 (4665857)
2.34 0.241E5513468 (4665858)
3.32 1.40E5513469 (4665859)
2.28 0.100E5513470 (4665860)
2.08 0.018E5513471 (4665861)
0.10 8.25E5513472 (4665862)
1.94 0.303E5513473 (4665863)
2.16 0.101E5513474 (4665864)
3.28 0.103E5513475 (4665866)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748921

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 19, 2013 DATE REPORTED: Sep 03, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.88 0.342E5513476 (4665867)
0.68 0.015E5513477 (4665868)
1.84 0.007E5513478 (4665869)
3.02 0.013E5513479 (4665870)
1.38 0.007E5513480 (4665871)
2.90 0.004E5513481 (4665872)
2.70 0.006E5513482 (4665873)
1.44 0.005E5513483 (4665874)
2.56 0.015E5513484 (4665875)
3.40 0.019E5513485 (4665876)
2.64 1.51E5513486 (4665877)
2.10 2.75E5513487 (4665878)
2.56 1.20E5513488 (4665879)
2.56 0.042E5513489 (4665880)
2.60 0.012E5513490 (4665881)
2.60 0.188E5513491 (4665882)
2.42 0.010E5513492 (4665883)
0.10 1.00E5513493 (4665884)
2.34 0.010E5513494 (4665885)
2.70 0.026E5513495 (4665886)
2.48 0.007E5513496 (4665887)
2.24 0.006E5513497 (4665888)
2.72 0.006E5513498 (4665889)
3.18 0.012E5513499 (4665890)
2.60 0.063E5513500 (4665891)
1.48 0.683E5513501 (4665892)
2.48 0.128E5513502 (4665893)
2.50 0.017E5513503 (4665894)
1.46 0.303E5513504 (4665895)
1.44 0.009E5513505 (4665896)
1.24 1.22E5513506 (4665897)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748921

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 19, 2013 DATE REPORTED: Sep 03, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.14 0.338E5513507 (4665898)
3.54 0.153E5513508 (4665899)
2.80 0.115E5513509 (4665900)
2.76 0.049E5513510 (4665901)
2.58 0.028E5513511 (4665902)
1.56 0.507E5513512 (4665903)
0.10 0.825E5513513 (4665904)
2.38 0.292E5513514 (4665905)
2.56 0.272E5513515 (4665906)
2.92 0.323E5513516 (4665907)
1.48 0.700E5513517 (4665908)
2.06 0.055E5513518 (4665909)
3.40 0.035E5513519 (4665910)
3.54 0.052E5513520 (4665911)
1.56 0.005E5513521 (4665912)
3.28 0.033E5513522 (4665913)
3.40 0.014E5513523 (4665914)
3.48 0.012E5513524 (4665915)
2.66 0.072E5513525 (4665916)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748921

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 19, 2013 DATE REPORTED: Sep 03, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513414 0.032 0.032 0.0% E5513426 0.055 0.055 0.0% E5513439 0.361 0.387 7.0% E5513451 3.28 2.86 13.7%

REPLICATE #5 REPLICATE #6 REPLICATE #7 REPLICATE #8

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513464 0.037 0.034 8.5% E5513476v 0.342 0.331 3.3% E5513489 0.0416 0.0404 2.9% E5513501 0.683 0.621 9.5%

REPLICATE #9

Parameter Sample ID Original Replicate RPD

Au E5513514 0.292 0.284 2.8%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748921
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (GS7E) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.33 95% 90% - 110% 0.792 0.716 90% 90% - 110% 7.4 6.9 94% 90% - 110% 1.40 1.34 96% 90% - 110%

CRM #5 (1P5F) CRM #6 (CM14) CRM #7 (GS7E) CRM #8 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.37 98% 90% - 110% 0.792 0.876 110% 90% - 110% 7.4 6.8 92% 90% - 110% 1.40 1.45 103% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748921
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U748921

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Ron Cardinall, Certified Assayer - Director - Technical Services (Mining)SOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jun 10, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U718352AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.54 0.055E5511960 (4379032)
3.36 0.075E5511961 (4379033)
3.66 0.179E5511962 (4379034)
3.38 0.222E5511963 (4379035)
3.52 0.164E5511964 (4379036)
3.70 0.178E5511965 (4379037)
3.48 0.163E5511966 (4379038)
3.66 2.93E5511967 (4379039)
3.58 7.96E5511968 (4379040)
0.10 1.37E5511969 (4379041)
3.62 >10 11.50E5511970 (4379042)
3.66 6.87E5511971 (4379043)
3.34 1.15E5511972 (4379044)
4.06 0.239E5511973 (4379045)
3.28 0.093E5511974 (4379046)
3.46 0.088E5511975 (4379047)
3.40 0.135E5511976 (4379048)
2.74 0.367E5511977 (4379049)
1.58 0.050E5511978 (4379050)
1.12 0.007E5511979 (4379051)
3.78 0.162E5511980 (4379052)
3.28 0.073E5511981 (4379053)
0.94 0.127E5511982 (4379054)
2.94 0.930E5511983 (4379055)
3.26 0.046E5511984 (4379056)
3.46 0.021E5511985 (4379057)
3.10 0.014E5511986 (4379058)
3.30 0.009E5511987 (4379059)
2.72 0.003E5511988 (4379060)
0.10 0.929E5511989 (4379061)
3.34 0.014E5511990 (4379062)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 24, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U718352

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 24, 2013 DATE REPORTED: Jun 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.10 0.048E5511991 (4379063)
2.24 0.008E5511992 (4379064)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 24, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U718352

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 24, 2013 DATE REPORTED: Jun 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511960 0.055 0.057 3.6% E5511972 1.15 1.10 4.4% E5511985 0.021 0.039

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U718352
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1p5F) CRM #2 (CM14) CRM #3 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.48 106% 90% - 110% 0.792 0.722 91% 90% - 110% 7.4 7 95% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U718352
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U718352

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Sep 18, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13T751278AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.78 1.92E5511833 (4684723)
2.58 0.065E5511834 (4684724)
3.36 0.017E5511835 (4684725)
3.36 0.029E5511836 (4684726)
3.70 0.651E5511837 (4684727)
3.68 0.011E5511838 (4684728)
0.08 1.04E5511839 (4684729)
3.62 <0.001E5511840 (4684730)
3.86 0.006E5511841 (4684731)
3.62 0.095E5511842 (4684732)
3.52 0.004E5511843 (4684733)
2.34 0.006E5511844 (4684734)
1.44 0.008E5511845 (4684735)
2.26 0.013E5511846 (4684736)
3.58 <0.001E5511847 (4684737)
3.24 0.482E5511848 (4684738)
0.54 0.008E5511849 (4684739)
3.54 0.581E5511850 (4684740)
2.18 0.463E5511851 (4684741)
1.44 4.28E5511852 (4684742)
3.24 0.115E5511853 (4684743)
3.68 0.038E5511854 (4684744)
3.14 0.092E5511855 (4684745)
3.42 0.043E5511856 (4684746)
3.64 0.343E5511857 (4684747)
1.90 0.864E5511858 (4684748)
0.70 0.004E5511859 (4684749)
2.14 0.248E5511860 (4684750)
2.04 0.072E5511861 (4684751)
1.70 <0.001E5511862 (4684752)
1.76 0.020E5511863 (4684753)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13T751278

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.22 0.006E5511864 (4684754)
3.40 0.007E5511865 (4684755)
3.22 0.114E5511866 (4684756)
1.98 0.571E5511867 (4684757)
3.32 0.036E5511868 (4684758)
0.08 0.891E5511869 (4684759)
3.62 0.055E5511870 (4684760)
2.94 0.023E5511871 (4684761)
1.78 0.055E5511872 (4684762)
2.74 0.076E5511873 (4684763)
1.52 0.026E5511874 (4684764)
1.08 0.039E5511875 (4684765)
2.54 0.108E5511876 (4684766)
2.34 0.112E5511877 (4684767)
3.20 6.19E5511878 (4684768)
0.80 <0.001E5511879 (4684769)
3.24 0.175E5511880 (4684770)
1.60 0.044E5511881 (4684771)
3.06 0.038E5511882 (4684772)
3.04 0.320E5511883 (4684773)
3.22 0.176E5511884 (4684774)
3.92 0.063E5511885 (4684775)
2.96 0.015E5511886 (4684776)
2.50 0.037E5511887 (4684777)
3.26 0.050E5511888 (4684778)
0.08 0.473E5511889 (4684779)
1.42 0.260E5511890 (4684780)
2.68 0.795E5511891 (4684781)
3.24 0.105E5511892 (4684782)
3.10 0.116E5511893 (4684783)
2.56 0.060E5511894 (4684784)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13T751278

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.78 0.117E5511895 (4684785)
3.12 0.114E5511896 (4684786)
1.24 0.112E5511897 (4684787)
1.86 0.112E5511898 (4684788)
0.62 0.006E5511899 (4684789)
3.20 4.90E5511900 (4684790)
1.88 0.068E5511901 (4684791)
2.78 0.119E5511902 (4684792)
3.30 0.047E5511903 (4684793)
2.84 0.053E5511904 (4684794)
2.46 0.033E5511905 (4684795)
1.86 0.030E5511906 (4684796)
2.74 0.047E5511907 (4684797)
2.72 0.054E5511908 (4684798)
0.08 0.993E5511909 (4684799)
3.50 0.078E5511910 (4684800)
2.34 0.060E5511911 (4684801)
2.02 0.076E5511912 (4684802)
1.34 0.084E5511913 (4684803)
2.68 0.048E5511914 (4684804)
3.30 0.049E5511915 (4684805)
3.18 0.045E5511916 (4684806)
3.10 0.039E5511917 (4684807)
3.08 0.024E5511918 (4684808)
0.82 <0.001E5511919 (4684809)
3.48 0.028E5511920 (4684810)
3.04 0.021E5511921 (4684811)
2.94 0.048E5511922 (4684812)
2.74 0.019E5511923 (4684813)
3.64 0.016E5511924 (4684814)
3.12 0.041E5511925 (4684815)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13T751278

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.82 0.058E5511926 (4684816)
3.18 0.048E5511927 (4684817)
2.76 0.031E5511928 (4684818)
0.08 0.792E5511929 (4684819)
1.16 0.034E5511930 (4684820)
2.74 0.035E5511931 (4684821)
2.46 0.015E5511932 (4684822)
3.56 0.039E5511933 (4684823)
3.16 0.028E5511934 (4684824)
3.16 0.044E5511935 (4684825)
1.32 0.014E5511936 (4684826)
2.14 0.038E5511937 (4684827)
2.82 0.034E5511938 (4684828)
3.20 0.019E5511939 (4684829)
0.66 0.007E5511940 (4684830)
3.20 0.021E5511941 (4684831)
2.96 0.023E5511942 (4684832)
3.20 0.047E5511943 (4684833)
3.08 0.019E5511944 (4684834)
3.14 0.021E5511945 (4684835)
3.26 0.012E5511946 (4684836)
2.92 0.064E5511947 (4684837)
2.14 0.023E5511948 (4684838)
0.10 0.469E5511949 (4684839)
3.58 0.027E5511950 (4684840)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13T751278

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511833 1.92 1.96 2.1% E5511846 0.0134 0.0176 27.1% E5511858 0.864 0.869 0.6% E5511870 0.055 0.053 3.7%

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511883 0.320 0.354 10.1% E5511894 0.060 0.146

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13T751278
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (CM14) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.79 100% 90% - 110% 1.40 1.44 103% 90% - 110% 0.792 0.817 103% 90% - 110% 7.4 7.8 106% 90% - 110%

CRM #5 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.47 105% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13T751278
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13T751278

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop Project

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Sep 10, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U751334AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.96 0.063E5511809 (4685612)
3.70 0.066E5511810 (4685613)
2.84 0.017E5511811 (4685614)
2.94 0.014E5511812 (4685615)
3.68 0.065E5511813 (4685616)
3.04 0.023E5511814 (4685617)
2.86 0.043E5511815 (4685618)
1.38 0.055E5511816 (4685619)
2.70 0.022E5511817 (4685620)
3.42 0.039E5511818 (4685621)
0.08 0.920E5511819 (4685622)
3.46 0.006E5511820 (4685623)
3.58 0.011E5511821 (4685624)
3.22 0.110E5511822 (4685625)
3.30 6.79E5511823 (4685626)
3.48 1.76E5511824 (4685627)
3.36 4.73E5511825 (4685628)
3.50 2.11E5511826 (4685629)
3.22 0.147E5511827 (4685630)
2.28 0.030E5511828 (4685631)
0.60 0.006E5511829 (4685632)
2.54 0.456E5511830 (4685633)
3.48 2.60E5511831 (4685634)
2.10 1.64E5511832 (4685635)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751334

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511809 0.063 0.070 10.5% E5511821 0.0111 0.0145 26.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13U751334
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.73 92% 90% - 110% 7.4 6.6 90% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13U751334
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U751334

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop Project

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Sep 13, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U753173AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.02 0.017E5511951 (4699000)
2.82 0.016E5511952 (4699001)
3.14 0.037E5511953 (4699002)
3.20 0.026E5511954 (4699003)
3.02 0.027E5511955 (4699004)
3.04 0.169E5511956 (4699005)
1.08 0.020E5511957 (4699006)
3.36 0.062E5511958 (4699007)
0.82 0.012E5511959 (4699008)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 30, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U753173

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 30, 2013 DATE REPORTED: Sep 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP PROJECT

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5511951 0.017 0.017 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U753173
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (PG129)

Parameter Expect Actual Recovery Limits

Au 1.1 1.1 101% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP PROJECT
AGAT WORK ORDER: 13U753173
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U753173

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP PROJECT

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jun 04, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13T717072AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.66 0.059E5512041 (4364917)
3.08 1.19E5512042 (4364918)
1.20 0.005E5512043 (4364919)
3.48 0.010E5512044 (4364920)
3.50 0.043E5512045 (4364921)
3.68 0.041E5512046 (4364922)
3.58 0.329E5512047 (4364923)
2.56 0.811E5512048 (4364924)
0.10 1.14E5512049 (4364925)
1.72 1.49E5512050 (4364926)
1.42 0.221E5512060 (4364927)
2.16 0.625E5512061 (4364928)
3.60 1.26E5512062 (4364929)
3.46 0.781E5512063 (4364930)
0.84 1.39E5512064 (4364931)
3.68 0.106E5512121 (4364932)
3.36 0.127E5512122 (4364933)
3.60 0.136E5512123 (4364934)
3.46 0.164E5512124 (4364935)
3.78 0.182E5512125 (4364936)
1.96 0.182E5512126 (4364937)
1.42 0.157E5512127 (4364938)
3.46 0.341E5512128 (4364939)
0.10 1.32E5512129 (4364940)
3.20 0.381E5512130 (4364941)
2.30 0.457E5512131 (4364942)
1.74 0.355E5512132 (4364943)
2.96 4.55E5512133 (4364944)
3.42 2.04E5512134 (4364945)
3.66 0.523E5512135 (4364946)
3.60 0.153E5512136 (4364947)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 17, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13T717072

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 21, 2013 DATE REPORTED: Jun 04, 2013 SAMPLE TYPE: Rock           

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.24 0.211E5512137 (4364948)
3.92 0.220E5512138 (4364949)
3.62 0.166E5512139 (4364950)
1.06 0.005E5512140 (4364951)
3.60 0.166E5512141 (4364952)
3.46 0.263E5512142 (4364953)
3.48 0.393E5512143 (4364954)
3.56 0.227E5512144 (4364955)
3.44 0.138E5512145 (4364956)
3.70 0.082E5512146 (4364957)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 17, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13T717072

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 21, 2013 DATE REPORTED: Jun 04, 2013 SAMPLE TYPE: Rock           

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512041 0.059 0.046 24.8% E5512062 1.26 1.26 0.0% E5512131 0.457 0.464 1.5% E5512143 0.393 0.351 11.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13T717072
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F) CRM #3 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.4 100% 90% - 110% 1.40 1.32 95% 90% - 110% 0.792 0.753 95% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13T717072
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13T717072

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Sep 04, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U749067AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.40 0.128E5511993 (4668184)
3.24 0.004E5511994 (4668185)
3.68 0.048E5511995 (4668186)
3.40 0.241E5511996 (4668187)
3.40 0.272E5511997 (4668188)
3.04 0.088E5511998 (4668189)
0.90 0.008E5511999 (4668190)
1.74 0.183E5512000 (4668191)
1.84 5.47E5512001 (4668192)
3.56 7.27E5512002 (4668193)
2.12 6.72E5512003 (4668194)
2.54 5.85E5512004 (4668195)
2.60 0.826E5512005 (4668196)
3.74 <0.001E5512006 (4668197)
3.62 0.337E5512007 (4668198)
3.74 0.011E5512008 (4668199)
0.10 0.912E5512009 (4668200)
3.66 0.019E5512010 (4668201)
3.32 0.049E5512011 (4668202)
3.32 0.029E5512012 (4668203)
3.82 2.35E5512013 (4668204)
3.44 1.43E5512014 (4668205)
3.62 0.160E5512015 (4668206)
3.48 0.060E5512016 (4668207)
3.44 0.137E5512017 (4668208)
4.20 0.051E5512018 (4668209)
0.92 0.002E5512019 (4668210)
3.62 0.012E5512020 (4668211)
3.34 1.13E5512021 (4668212)
3.44 0.440E5512022 (4668213)
3.72 0.186E5512023 (4668214)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U749067

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 20, 2013 DATE REPORTED: Sep 04, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.52 0.045E5512024 (4668215)
3.28 0.020E5512025 (4668216)
3.90 0.003E5512026 (4668217)
3.50 0.005E5512027 (4668218)
2.34 0.330E5512028 (4668219)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 20, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U749067

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 20, 2013 DATE REPORTED: Sep 04, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5511993 0.128 0.117 9.0% E5512005 0.826 0.874 5.6% E5512018 0.0513 0.0536 4.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U749067
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.39 99% 90% - 110% 7.4 7.3 98% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U749067
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U749067

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Sep 12, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U751246AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.30 0.253E5512147 (4684455)
1.62 0.167E5512148 (4684456)
0.08 0.470E5512149 (4684457)
2.98 0.040E5512150 (4684458)
3.68 0.153E5512151 (4684459)
3.18 0.251E5512152 (4684460)
3.48 0.152E5512153 (4684461)
3.64 0.249E5512154 (4684462)
3.44 0.180E5512155 (4684463)
3.38 0.216E5512156 (4684464)
3.10 0.194E5512157 (4684465)
3.34 0.340E5512158 (4684466)
1.20 0.031E5512159 (4684467)
2.82 0.047E5512160 (4684468)
3.26 0.021E5512161 (4684469)
3.46 0.046E5512162 (4684470)
4.00 0.230E5512163 (4684471)
1.10 0.028E5512164 (4684472)
3.72 0.013E5512165 (4684473)
3.42 0.016E5512166 (4684474)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751246

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 12, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512147 0.253 0.162 E5512159 0.031 0.018

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13U751246
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.45 103% 90% - 110% 0.792 0.735 93% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13U751246
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U751246

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop Project

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Sep 11, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U751259AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

0.08 1.20E5512029 (4684503)
1.86 0.036E5512030 (4684504)
3.44 0.017E5512031 (4684505)
3.54 0.008E5512032 (4684506)
3.36 0.020E5512033 (4684507)
3.98 0.007E5512034 (4684508)
3.16 0.008E5512035 (4684509)
3.84 0.041E5512036 (4684510)
3.40 0.004E5512037 (4684511)
3.42 0.030E5512038 (4684512)
0.90 0.002E5512039 (4684513)
3.24 0.004E5512040 (4684514)
3.12 0.283E5512051 (4684515)
3.60 0.150E5512052 (4684516)
3.60 0.055E5512053 (4684517)
3.72 0.082E5512054 (4684518)
3.46 0.106E5512055 (4684519)
3.78 0.080E5512056 (4684520)
3.38 0.099E5512057 (4684521)
2.48 0.399E5512058 (4684522)
0.96 0.009E5512059 (4684523)
3.44 0.025E5512065 (4684524)
1.32 0.134E5512066 (4684525)
3.34 0.104E5512067 (4684526)
3.58 0.306E5512068 (4684527)
0.08 0.947E5512069 (4684528)
3.52 2.30E5512070 (4684529)
1.88 2.46E5512071 (4684530)
2.20 0.038E5512072 (4684531)
3.04 0.452E5512073 (4684532)
2.02 0.256E5512074 (4684533)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751259

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 11, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.10 0.130E5512075 (4684534)
3.50 0.348E5512076 (4684535)
3.20 0.194E5512077 (4684536)
3.64 0.137E5512078 (4684537)
0.92 0.012E5512079 (4684538)
2.10 0.061E5512080 (4684539)
3.60 0.036E5512081 (4684540)
3.18 0.024E5512082 (4684541)
3.42 0.035E5512083 (4684542)
3.18 0.021E5512084 (4684543)
3.30 0.021E5512085 (4684544)
3.30 0.036E5512086 (4684545)
3.28 0.014E5512087 (4684546)
3.12 0.036E5512088 (4684547)
3.44 0.037E5512089 (4684548)
3.16 0.077E5512090 (4684549)
3.20 0.095E5512091 (4684550)
0.10 0.414E5512092 (4684551)
3.46 0.016E5512093 (4684552)
3.48 0.064E5512094 (4684555)
3.22 0.056E5512095 (4684556)
3.64 0.029E5512096 (4684557)
3.12 0.047E5512097 (4684558)
3.12 0.060E5512098 (4684559)
3.22 0.061E5512099 (4684560)
0.98 0.005E5512100 (4684561)
3.32 0.038E5512101 (4684562)
2.92 0.046E5512102 (4684563)
3.48 0.052E5512103 (4684564)
3.54 0.397E5512104 (4684565)
3.58 0.438E5512105 (4684566)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751259

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 11, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.98 0.191E5512106 (4684567)
3.46 0.090E5512107 (4684568)
2.50 0.489E5512108 (4684569)
0.08 0.968E5512109 (4684570)
3.32 0.070E5512110 (4684571)
3.42 0.053E5512111 (4684572)
3.44 0.149E5512112 (4684573)
3.42 0.132E5512113 (4684574)
3.22 0.077E5512114 (4684576)
3.54 0.060E5512115 (4684577)
3.30 0.324E5512116 (4684578)
3.42 0.164E5512117 (4684579)
3.90 0.166E5512118 (4684580)
1.14 0.002E5512119 (4684581)
3.42 0.083E5512120 (4684582)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 23, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U751259

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 26, 2013 DATE REPORTED: Sep 11, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: Hislop Project

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512030 0.036 0.053 E5512052 0.150 0.190 23.5% E5512070 2.30 2.14 7.2% E5512082 0.024 0.025 4.1%

REPLICATE #5 REPLICATE #6 REPLICATE #7

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512094 0.0639 0.0686 7.1% E5512106 0.191 0.167 13.4% E5512119 0.002 0.002 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13U751259
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (CM14) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.8 101% 90% - 110% 7.4 7.4 101% 90% - 110% 0.792 0.878 110% 90% - 110% 1.40 1.36 97% 90% - 110%

CRM #5 (GS7E) CRM #6 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 6.8 91% 90% - 110% 0.792 0.769 97% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: Hislop Project
AGAT WORK ORDER: 13U751259
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U751259

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: Hislop Project

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 8

Jun 10, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U718333AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 8

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.30 0.004E5513526 (4378843)
1.04 0.002E5513527 (4378844)
2.36 0.116E5513528 (4378845)
1.40 2.71E5513529 (4378846)
1.10 4.74E5513530 (4378847)
1.46 0.523E5513531 (4378848)
1.38 0.438E5513532 (4378849)
1.80 0.112E5513533 (4378850)
1.90 0.023E5513534 (4378851)
2.22 0.261E5513535 (4378852)
2.42 2.40E5513536 (4378853)
2.30 4.97E5513537 (4378854)
2.22 0.288E5513538 (4378855)
1.30 1.34E5513539 (4378856)
0.10 8.23E5513540 (4378857)
2.20 0.655E5513541 (4378858)
2.36 0.204E5513542 (4378859)
2.34 0.237E5513543 (4378860)
2.14 0.170E5513544 (4378861)
2.06 0.549E5513545 (4378862)
2.00 0.368E5513546 (4378863)
1.36 0.010E5513547 (4378864)
0.88 1.32E5513548 (4378865)
1.18 0.006E5513549 (4378866)
1.96 0.205E5513550 (4378867)
2.24 0.308E5513551 (4378868)
2.32 0.906E5513552 (4378869)
2.22 0.432E5513553 (4378870)
2.22 0.110E5513554 (4378872)
2.08 0.040E5513555 (4378873)
1.12 2.16E5513556 (4378874)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 24, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U718333

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 24, 2013 DATE REPORTED: Jun 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.46 0.080E5513557 (4378875)
3.42 0.190E5513558 (4378876)
0.10 0.464E5513559 (4378877)
3.22 0.416E5513560 (4378878)
3.26 0.472E5513561 (4378879)
3.26 0.352E5513562 (4378880)
3.08 0.131E5513563 (4378881)
3.28 0.623E5513564 (4378882)
2.22 0.070E5513565 (4378883)
1.08 1.18E5513566 (4378884)
1.74 5.77E5513567 (4378885)
2.18 1.17E5513568 (4378886)
1.20 0.186E5513569 (4378887)
0.92 0.012E5513570 (4378888)
2.22 0.225E5513571 (4378889)
1.12 1.36E5513572 (4378890)
2.94 1.70E5513573 (4378891)
3.80 1.42E5513574 (4378892)
3.72 0.086E5513575 (4378893)
3.64 0.164E5513576 (4378894)
3.50 0.010E5513577 (4378895)
3.70 0.025E5513578 (4378896)
3.74 0.007E5513579 (4378897)
3.82 0.003E5513580 (4378898)
2.04 0.010E5513581 (4378899)
1.26 0.066E5513582 (4378900)
2.36 0.630E5513583 (4378901)
0.10 2.34E5513584 (4378902)
2.18 1.10E5513585 (4378903)
2.20 0.457E5513586 (4378904)
1.20 0.658E5513587 (4378905)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 24, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U718333

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 24, 2013 DATE REPORTED: Jun 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.30 1.52E5513588 (4378906)
2.62 0.648E5513589 (4378908)
1.06 0.016E5513590 (4378910)
2.30 0.733E5513591 (4378911)
2.36 0.723E5513592 (4378912)
3.12 0.017E5513593 (4378913)
2.52 0.012E5513594 (4378914)
2.44 0.189E5513595 (4378915)
2.90 0.004E5513596 (4378916)
2.38 0.007E5513597 (4378917)
2.58 0.011E5513598 (4378918)
2.32 0.447E5513599 (4378919)
2.92 0.046E5513600 (4378920)
0.10 3.34E5513601 (4378921)
2.74 0.186E5513602 (4378922)
2.78 0.042E5513603 (4378924)
3.06 0.063E5513604 (4378925)
1.86 0.020E5513605 (4378926)
1.48 0.389E5513606 (4378927)
3.12 0.067E5513607 (4378928)
3.02 0.105E5513608 (4378929)
1.08 0.538E5513609 (4378930)
0.94 0.003E5513610 (4378931)
3.62 0.057E5513611 (4378932)
3.46 0.005E5513612 (4378933)
3.28 0.116E5513613 (4378934)
2.92 0.023E5513614 (4378935)
3.40 0.010E5513615 (4378936)
1.64 0.010E5513616 (4378937)
3.96 0.008E5513617 (4378938)
2.98 0.037E5513618 (4378939)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 24, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U718333

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 24, 2013 DATE REPORTED: Jun 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 8



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.42 0.026E5513619 (4378940)
3.40 0.158E5513620 (4378941)
0.10 0.917E5513621 (4378943)
2.48 0.030E5513622 (4378944)
2.84 0.106E5513623 (4378945)
1.94 0.013E5513624 (4378946)
2.74 0.035E5513625 (4378947)
2.04 0.022E5513626 (4378948)
2.18 0.127E5513627 (4378949)
3.82 0.584E5513628 (4378950)
3.26 0.821E5513629 (4378951)
2.78 0.039E5513630 (4378952)
2.28 1.17E5513631 (4378953)
1.36 0.008E5513632 (4378954)
1.90 0.147E5513633 (4378955)
3.48 0.103E5513634 (4378956)
2.88 0.235E5513635 (4378957)
0.94 0.006E5513636 (4378958)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 24, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U718333

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 24, 2013 DATE REPORTED: Jun 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 5 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513526 0.004 0.003 28.6% E5513538 0.288 0.286 0.7% E5513551 0.308 0.307 0.3% E5513563 0.131 0.127 3.1%

REPLICATE #5 REPLICATE #6 REPLICATE #7

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513576 0.164 0.152 7.6% E5513588 1.52 1.43 6.1% E5513636 0.0059 0.0067 12.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U718333
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 8



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E) CRM #3 (CM14) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.32 94% 90% - 110% 7.4 7.2 97% 90% - 110% 0.792 0.728 92% 90% - 110% 1.40 1.35 96% 90% - 110%

CRM #5 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.35 97% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U718333
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 7 of 8



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U718333

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 8 of 8



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jun 07, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U718363AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.34 0.364E5512203 (4379139)
3.52 1.04E5512204 (4379140)
3.52 1.19E5512205 (4379141)
2.08 0.829E5512206 (4379142)
2.72 0.292E5512207 (4379143)
2.36 1.14E5512208 (4379144)
0.10 1.15E5512209 (4379145)
3.38 1.24E5512210 (4379146)
2.24 0.386E5512211 (4379147)
1.32 0.556E5512212 (4379148)
3.42 0.894E5512213 (4379149)
3.48 0.644E5512214 (4379150)
3.20 0.064E5512240 (4379151)
3.06 0.282E5512241 (4379152)
3.20 0.196E5512242 (4379153)
3.18 0.228E5512243 (4379154)
2.16 0.450E5512244 (4379155)
1.66 0.472E5512245 (4379156)
3.42 0.555E5512246 (4379157)
2.22 0.197E5512247 (4379158)
2.02 0.253E5512248 (4379159)
0.08 0.920E5512249 (4379160)
4.00 0.041E5512250 (4379161)
3.72 0.207E5512251 (4379162)
3.54 0.646E5512252 (4379163)
3.58 0.144E5512253 (4379164)
3.58 0.207E5512254 (4379165)
3.50 0.062E5512255 (4379166)
3.28 0.114E5512256 (4379167)
3.08 0.019E5512257 (4379168)
1.32 0.002E5512258 (4379169)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 24, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U718363

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 24, 2013 DATE REPORTED: Jun 07, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.94 0.109E5512259 (4379170)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 24, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U718363

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 24, 2013 DATE REPORTED: Jun 07, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au 4379139 0.364 0.436 18.0% 4379151 0.064 0.055 15.1% 4379164 0.144 0.136 5.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U718363
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1p5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.4 100% 90% - 110% 1.40 1.44 103% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U718363
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U718363

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Sep 03, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U748052AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.78 0.011E5512167 (4656795)
3.52 0.051E5512168 (4656796)
0.10 0.976E5512169 (4656797)
3.96 0.011E5512170 (4656798)
3.70 0.008E5512171 (4656799)
3.40 0.006E5512172 (4656800)
2.36 0.046E5512173 (4656801)
3.40 0.008E5512174 (4656802)
3.70 0.012E5512175 (4656803)
3.66 0.019E5512176 (4656804)
3.18 0.055E5512177 (4656805)
3.48 0.041E5512178 (4656806)
2.52 0.013E5512179 (4656807)
3.80 0.169E5512180 (4656808)
1.18 0.005E5512181 (4656809)
3.74 0.006E5512182 (4656810)
3.30 0.401E5512183 (4656811)
3.66 0.050E5512184 (4656813)
3.34 0.271E5512185 (4656814)
3.28 0.612E5512186 (4656815)
3.40 0.433E5512187 (4656816)
3.38 0.515E5512188 (4656817)
3.28 0.031E5512189 (4656818)
0.10 0.952E5512190 (4656819)
3.62 0.034E5512191 (4656820)
3.38 0.619E5512192 (4656821)
3.66 0.029E5512193 (4656822)
3.34 0.055E5512194 (4656823)
3.48 0.013E5512195 (4656824)
3.44 0.024E5512196 (4656825)
3.40 0.058E5512197 (4656826)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748052

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 03, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.52 0.090E5512198 (4656827)
1.14 0.002E5512199 (4656828)
3.48 0.122E5512200 (4656829)
3.42 0.533E5512201 (4656830)
3.32 0.291E5512202 (4656831)
3.52 0.287E5512215 (4656832)
3.14 0.104E5512216 (4656833)
3.56 0.333E5512217 (4656834)
3.30 0.039E5512218 (4656835)
1.30 0.004E5512219 (4656836)
0.92 0.297E5512220 (4656837)
3.00 0.303E5512221 (4656838)
3.28 0.042E5512222 (4656839)
3.50 0.133E5512223 (4656840)
3.40 0.216E5512224 (4656841)
3.26 0.059E5512225 (4656842)
3.04 0.130E5512226 (4656843)
2.18 0.142E5512227 (4656844)
3.28 0.137E5512228 (4656845)
3.38 0.160E5512229 (4656846)
0.10 1.00E5512230 (4656847)
1.20 1.19E5512231 (4656848)
3.54 1.49E5512232 (4656849)
3.38 2.12E5512233 (4656850)
3.38 3.22E5512234 (4656851)
3.18 4.35E5512235 (4656852)
3.68 6.44E5512236 (4656853)
1.32 0.408E5512237 (4656855)
3.78 0.044E5512238 (4656856)
1.22 0.007E5512239 (4656857)
1.90 0.114E5512260 (4656858)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748052

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 03, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.54 0.006E5512261 (4656859)
3.40 0.302E5512262 (4656860)
3.10 0.020E5512263 (4656861)
2.86 0.027E5512264 (4656862)
3.62 0.018E5512265 (4656863)
3.38 0.006E5512266 (4656864)
3.38 0.002E5512267 (4656865)
3.52 0.004E5512268 (4656866)
3.52 0.005E5512269 (4656867)
3.58 0.005E5512270 (4656868)
3.26 0.005E5512271 (4656869)
0.10 0.846E5512272 (4656870)
3.94 0.006E5512273 (4656871)
3.52 0.005E5512274 (4656872)
3.48 0.007E5512275 (4656873)
3.62 0.006E5512276 (4656874)
3.34 0.004E5512277 (4656875)
3.46 0.011E5512278 (4656876)
3.38 0.005E5512279 (4656877)
1.78 0.004E5512280 (4656878)
3.58 0.003E5512281 (4656879)
3.84 0.004E5512282 (4656880)
3.58 0.002E5512283 (4656881)
3.38 0.001E5512284 (4656882)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748052

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Sep 03, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512167 0.011 0.022 E5512179 0.0130 0.0121 7.2% E5512193 0.0287 0.0268 6.8% E5512217 0.333 0.323 3.0%

REPLICATE #5 REPLICATE #6 REPLICATE #7

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512231 1.19 1.19 0.0% E5512263 0.020 0.024 18.2% E5512275 0.007 0.007 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748052
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (1P5F) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.34 96% 90% - 110% 0.792 0.835 105% 90% - 110% 1.40 1.3 93% 90% - 110% 7.4 7 94% 90% - 110%

CRM #5 (1p5F) CRM #6 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.27 90% 90% - 110% 0.792 0.818 103% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748052
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U748052

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Ron Cardinall, Certified Assayer - Director - Technical Services (Mining)SOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Jun 05, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U718464AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.62 0.093E5512285 (4379900)
3.68 0.187E5512286 (4379901)
3.56 0.095E5512287 (4379902)
3.96 1.02E5512288 (4379903)
1.28 0.015E5512289 (4379904)
3.86 1.60E5512290 (4379905)
3.72 1.68E5512291 (4379906)
3.74 1.58E5512292 (4379907)
3.66 0.397E5512293 (4379908)
0.10 1.20E5512294 (4379909)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 24, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U718464

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 24, 2013 DATE REPORTED: Jun 05, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512285 0.0925 0.0918 0.8% E5512293 0.397 0.436 9.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U718464
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 7.2 97% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U718464
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U718464

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jun 17, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U719566AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.42 0.071E5512307 (4392394)
3.46 0.183E5512308 (4392395)
0.10 0.896E5512309 (4392396)
3.54 0.175E5512310 (4392397)
3.90 0.062E5512311 (4392398)
3.80 0.479E5512312 (4392399)
3.72 0.224E5512313 (4392400)
3.66 0.604E5512314 (4392401)
3.38 0.410E5512315 (4392402)
3.36 0.579E5512316 (4392403)
3.84 1.12E5512317 (4392404)
2.92 0.503E5512318 (4392405)
1.14 0.002E5512319 (4392406)
2.24 0.056E5512320 (4392407)
2.24 0.574E5512321 (4392408)
3.00 0.928E5512322 (4392409)
3.54 1.57E5512323 (4392410)
2.04 0.306E5512324 (4392411)
2.40 0.507E5512325 (4392412)
3.18 0.669E5512326 (4392413)
2.36 0.140E5512327 (4392414)
1.80 0.046E5512328 (4392415)
0.08 0.987E5512329 (4392416)
2.62 0.132E5512330 (4392417)
2.96 0.027E5512331 (4392418)
3.30 0.013E5512332 (4392419)
3.58 0.186E5512333 (4392420)
3.22 0.090E5512334 (4392421)
3.38 0.087E5512335 (4392422)
3.34 0.191E5512336 (4392423)
3.48 1.78E5512337 (4392424)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U719566

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 28, 2013 DATE REPORTED: Jun 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.92 0.230E5512338 (4392425)
1.20 0.006E5512339 (4392426)
1.52 0.276E5512340 (4392427)
2.42 0.163E5512341 (4392428)
2.92 0.077E5512342 (4392429)
3.48 0.026E5512343 (4392431)
2.86 0.013E5512344 (4392432)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U719566

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 28, 2013 DATE REPORTED: Jun 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512307 0.071 0.094 27.9% E5512319 0.002 0.001 E5512332 0.0132 0.0123 7.1% E5512343 0.0257 0.0266 3.4%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U719566
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E) CRM #3 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.53 109% 90% - 110% 7.4 7.4 101% 90% - 110% 0.792 0.774 98% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U719566
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U719566

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Jun 18, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U721583AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.98 0.002E5512295 (4412977)
2.02 0.017E5512296 (4412978)
1.44 0.011E5512297 (4412979)
2.54 1.35E5512298 (4412980)
1.16 0.015E5512299 (4412981)
3.20 0.405E5512300 (4412982)
1.36 0.471E5512301 (4412983)
3.94 0.011E5512302 (4412984)
3.86 0.022E5512303 (4412985)
3.66 0.043E5512304 (4412986)
3.84 0.004E5512305 (4412987)
3.72 0.014E5512306 (4412988)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 31, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U721583

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 03, 2013 DATE REPORTED: Jun 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512295 0.002 0.001 E5512306 0.0137 0.0132 3.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U721583
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.717 91% 90% - 110% 7.4 7.6 103% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U721583
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U721583

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Jun 13, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U719421AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.56 0.035E5513737 (4391364)
3.68 0.039E5513738 (4391365)
3.48 0.007E5513739 (4391366)
0.88 0.005E5513740 (4391367)
3.98 0.001E5513741 (4391368)
3.50 <0.001E5513742 (4391369)
3.68 0.054E5513743 (4391370)
3.78 0.068E5513744 (4391371)
3.74 0.071E5513745 (4391372)
4.24 0.036E5513746 (4391373)
0.98 0.051E5513747 (4391374)
1.74 0.064E5513748 (4391375)
0.84 0.011E5513749 (4391376)
0.10 2.17E5513750 (4391377)
3.84 0.049E5513751 (4391378)
3.78 0.028E5513752 (4391379)
3.72 0.030E5513753 (4391380)
0.88 0.022E5513754 (4391381)
2.90 1.55E5513755 (4391382)
2.74 1.49E5513756 (4391383)
0.10 2.15E5513757 (4391384)
0.92 1.04E5513758 (4391385)
1.90 1.53E5513759 (4391386)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U719421

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 28, 2013 DATE REPORTED: Jun 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513737 0.035 0.043 20.5% E5513749 0.011 0.010 9.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U719421
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.736 93% 90% - 110% 7.4 7.3 98% 90% - 110% 1.40 1.33 95% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U719421
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U719421

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jun 17, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U719584AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.58 0.018E5512345 (4392804)
3.60 0.218E5512346 (4392805)
3.76 2.68E5512347 (4392806)
3.74 5.38E5512348 (4392807)
1.22 0.006E5512349 (4392808)
3.56 2.52E5512350 (4392810)
3.74 0.722E5512351 (4392811)
3.70 0.110E5512352 (4392812)
2.68 0.343E5512353 (4392813)
2.08 1.31E5512354 (4392814)
2.96 0.225E5512355 (4392815)
3.82 0.681E5512356 (4392816)
2.44 0.507E5512357 (4392817)
3.80 0.078E5512358 (4392818)
0.10 1.47E5512359 (4392819)
3.92 0.445E5512360 (4392820)
3.46 2.89E5512361 (4392821)
3.94 0.211E5512362 (4392822)
3.68 0.027E5512363 (4392823)
2.86 0.004E5512364 (4392824)
3.22 0.004E5512365 (4392825)
3.86 0.015E5512366 (4392826)
3.60 0.016E5512367 (4392827)
2.68 0.012E5512368 (4392828)
1.12 0.003E5512369 (4392829)
2.78 0.010E5512370 (4392830)
2.30 0.007E5512371 (4392831)
3.82 0.018E5512372 (4392832)
3.84 0.020E5512373 (4392833)
4.04 0.015E5512374 (4392834)
3.44 0.009E5512375 (4392835)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U719584

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 28, 2013 DATE REPORTED: Jun 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.74 0.003E5512376 (4392836)
3.74 0.177E5512377 (4392837)
3.42 0.317E5512378 (4392838)
3.42 5.52E5512379 (4392839)
3.26 0.215E5512380 (4392840)
3.86 0.165E5512381 (4392841)
3.56 0.069E5512382 (4392842)
3.72 0.022E5512383 (4392843)
0.10 0.982E5512384 (4392844)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 28, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U719584

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: May 28, 2013 DATE REPORTED: Jun 17, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512345 0.018 0.037 E5512360 0.445 0.480 7.6% E5512370 0.0095 0.0089 6.5% E5512379 5.52 5.32 3.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U719584
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.76 96% 90% - 110% 1.40 1.43 102% 90% - 110% 7.4 7.1 96% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U719584
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U719584

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Jun 18, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U721581AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.72 0.256E5512385 (4412952)
3.64 0.375E5512386 (4412953)
2.42 0.105E5512387 (4412954)
3.48 0.111E5512388 (4412955)
1.22 0.003E5512389 (4412956)
3.56 0.088E5512390 (4412957)
3.56 0.197E5512391 (4412958)
2.94 0.230E5512392 (4412959)
3.60 0.318E5512393 (4412960)
3.28 0.479E5512394 (4412961)
2.46 0.548E5512395 (4412962)
3.56 0.139E5512396 (4412963)
2.36 0.054E5512397 (4412964)
2.30 0.760E5512398 (4412965)
0.08 0.923E5512399 (4412966)
2.46 0.176E5512400 (4412967)
3.52 0.052E5512401 (4412968)
2.26 0.061E5512402 (4412969)
2.62 0.172E5512403 (4412970)
1.36 0.011E5512404 (4412971)
3.70 0.011E5512405 (4412972)
3.84 1.01E5512406 (4412973)
3.66 0.012E5512407 (4412974)
3.44 0.005E5512408 (4412975)
1.22 0.001E5512409 (4412976)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 31, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U721581

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 03, 2013 DATE REPORTED: Jun 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512385 0.256 0.240 6.5% E5512397 0.054 0.084 E5512409 0.001 0.002

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U721581
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.4 100% 90% - 110% 1.40 1.36 97% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U721581
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U721581

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jun 28, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U724584AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

0.92 0.078E5513760 (4441321)
1.26 0.003E5513761 (4441322)
1.26 0.070E5513762 (4441323)
2.50 1.87E5513763 (4441324)
3.84 1.19E5513764 (4441325)
3.32 0.238E5513765 (4441326)
2.38 0.230E5513766 (4441327)
2.62 0.074E5513767 (4441328)
2.16 0.090E5513768 (4441329)
2.96 <0.001E5513769 (4441330)
3.62 0.095E5513770 (4441331)
3.74 0.072E5513771 (4441332)
3.64 0.067E5513772 (4441333)
3.52 0.099E5513773 (4441334)
3.60 0.029E5513774 (4441335)
3.70 0.393E5513775 (4441336)
0.08 3.37E5513776 (4441337)
2.54 >10 23.1E5513777 (4441338)
1.16 >10 14.7E5513778 (4441339)
3.46 9.36E5513779 (4441340)
0.10 2.23E5513780 (4441341)
3.58 3.70E5513781 (4441342)
3.54 1.83E5513782 (4441343)
3.58 2.11E5513783 (4441344)
1.36 1.34E5513784 (4441345)
3.32 0.382E5513785 (4441346)
2.12 1.44E5513786 (4441347)
3.24 0.988E5513787 (4441348)
3.46 0.851E5513788 (4441349)
3.34 0.437E5513789 (4441350)
1.18 0.033E5513790 (4441351)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 11, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U724584

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 11, 2013 DATE REPORTED: Jun 28, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.28 0.203E5513791 (4441352)
2.96 0.174E5513792 (4441353)
3.78 0.030E5513793 (4441354)
3.12 0.333E5513794 (4441355)
2.26 1.14E5513795 (4441356)
2.12 0.238E5513796 (4441357)
3.34 0.174E5513797 (4441358)
3.38 0.335E5513798 (4441359)
3.30 0.154E5513799 (4441360)
0.10 2.13E5513800 (4441361)
1.42 0.118E5513801 (4441362)
1.72 0.142E5513802 (4441363)
2.58 0.238E5513803 (4441364)
2.18 0.403E5513804 (4441365)
2.64 0.363E5513805 (4441366)
2.04 0.714E5513806 (4441367)
2.42 0.325E5513807 (4441368)
2.64 0.417E5513808 (4441369)
3.74 0.305E5513809 (4441370)
1.26 0.003E5513810 (4441371)
3.66 0.174E5513811 (4441372)
3.54 0.227E5513812 (4441373)
3.58 0.044E5513813 (4441374)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 11, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U724584

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 11, 2013 DATE REPORTED: Jun 28, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513760 0.078 0.128 E5513772 0.0672 0.0761 12.4% E5513785 0.382 0.390 2.1% E5513797 0.174 0.218 22.4%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5513808 0.417 0.426 2.1%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U724584
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F) CRM #3 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 8 108% 90% - 110% 1.40 1.42 102% 90% - 110% 0.792 0.813 103% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U724584
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U724584

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Jun 18, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U721586AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.78 0.108E5512410 (4412990)
3.20 0.015E5512411 (4412991)
3.70 0.171E5512412 (4412992)
3.46 0.312E5512413 (4412993)
3.50 0.099E5512414 (4412994)
3.38 0.104E5512415 (4412995)
3.42 0.217E5512416 (4412996)
3.38 0.013E5512417 (4412997)
3.36 0.231E5512418 (4412998)
1.56 0.002E5512419 (4412999)
3.52 0.720E5512420 (4413000)
3.56 0.061E5512421 (4413001)
3.88 0.022E5512422 (4413002)
0.10 0.940E5512423 (4413003)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: May 31, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U721586

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 03, 2013 DATE REPORTED: Jun 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512410 0.108 0.095 12.8% E5512422 0.022 0.025 12.8%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U721586
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 7.8 106% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U721586
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U721586

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Jun 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U723550AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.58 0.031E5512424 (4427656)
3.38 0.316E5512425 (4427657)
3.74 0.292E5512426 (4427658)
3.52 0.154E5512427 (4427659)
3.80 0.137E5512428 (4427660)
1.20 0.003E5512429 (4427661)
3.56 0.631E5512430 (4427662)
1.40 0.116E5512431 (4427663)
2.34 0.293E5512432 (4427664)
2.30 0.091E5512433 (4427665)
2.94 0.163E5512434 (4427666)
2.32 0.528E5512435 (4427667)
1.64 0.735E5512436 (4427668)
2.80 0.003E5512437 (4427669)
3.46 0.382E5512438 (4427670)
0.08 1.03E5512439 (4427671)
2.92 0.113E5512440 (4427672)
2.20 0.099E5512441 (4427673)
2.86 0.084E5512442 (4427674)
2.62 0.107E5512443 (4427675)
2.26 0.341E5512444 (4427676)
2.20 0.195E5512445 (4427677)
3.30 0.421E5512446 (4427678)
3.42 0.502E5512447 (4427679)
3.52 0.200E5512448 (4427680)
1.42 0.004E5512449 (4427681)
2.96 0.484E5512450 (4427682)
1.96 1.05E5512451 (4427683)
3.64 0.395E5512452 (4427684)
3.32 0.820E5512453 (4427685)
3.36 1.20E5512454 (4427686)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 07, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U723550

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 07, 2013 DATE REPORTED: Jun 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.18 0.303E5512455 (4427687)
3.50 0.353E5512456 (4427688)
3.52 0.286E5512457 (4427689)
1.48 0.470E5512458 (4427690)
0.10 0.844E5512459 (4427691)
1.04 1.11E5512460 (4427692)
3.72 0.881E5512461 (4427693)
1.74 0.801E5512462 (4427694)
3.12 0.664E5512463 (4427695)
1.76 0.393E5512464 (4427696)
3.32 0.032E5512465 (4427697)
3.68 0.125E5512466 (4427698)
1.66 0.098E5512467 (4427699)
3.58 0.699E5512468 (4427700)
1.28 0.005E5512469 (4427701)
3.74 0.352E5512470 (4427702)
3.24 0.376E5512471 (4427703)
2.64 0.344E5512472 (4427704)
4.02 1.06E5512473 (4427705)
3.34 1.37E5512474 (4427706)
2.58 0.364E5512475 (4427707)
1.06 0.713E5512476 (4427708)
3.30 0.152E5512477 (4427709)
3.46 0.344E5512478 (4427710)
0.08 1.45E5512479 (4427711)
3.20 0.183E5512480 (4427712)
3.44 0.026E5512481 (4427713)
2.32 0.306E5512482 (4427714)
1.82 0.030E5512483 (4427715)
3.30 0.017E5512484 (4427716)
3.42 0.022E5512485 (4427717)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 07, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U723550

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 07, 2013 DATE REPORTED: Jun 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.46 0.075E5512486 (4427718)
3.56 0.021E5512487 (4427719)
3.52 0.029E5512488 (4427720)
1.28 0.001E5512489 (4427721)
3.40 0.046E5512490 (4427722)
1.96 0.239E5512491 (4427723)
1.02 0.034E5512492 (4427724)
0.78 0.016E5512493 (4427725)
2.96 0.008E5512494 (4427726)
4.06 0.004E5512495 (4427727)
3.12 0.012E5512496 (4427728)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 07, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U723550

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 07, 2013 DATE REPORTED: Jun 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512424 0.0310 0.0284 8.8% E5512436 0.735 0.685 7.0% E5512449 0.004 0.022 E5512461 0.881 0.914 3.7%

REPLICATE #5 REPLICATE #6 REPLICATE #7

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512472 0.344 0.369 7.0% E5512484 0.017 0.017 0.0% E5512496 0.0120 0.0145 18.9%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U723550
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F) CRM #3 (CM14) CRM #4 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.3 98% 90% - 110% 1.40 1.4 100% 90% - 110% 0.792 0.83 105% 90% - 110% 7.4 7.3 98% 90% - 110%

CRM #5 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.39 99% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U723550
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U723550

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jun 28, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U724572AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.48 0.040E5513814 (4441241)
3.44 0.102E5513815 (4441242)
1.48 0.125E5513816 (4441243)
3.44 0.034E5513817 (4441244)
3.42 0.066E5513818 (4441245)
2.34 0.086E5513819 (4441246)
0.92 0.239E5513820 (4441247)
1.30 0.002E5513821 (4441248)
3.48 0.055E5513822 (4441249)
1.22 0.247E5513823 (4441250)
1.38 0.047E5513824 (4441251)
1.48 0.207E5513825 (4441252)
1.70 0.108E5513826 (4441253)
3.02 0.496E5513827 (4441254)
2.38 0.325E5513828 (4441255)
0.10 2.16E5513829 (4441256)
3.40 3.71E5513830 (4441257)
1.58 >10 17.4E5513831 (4441258)
2.30 1.00E5513832 (4441259)
3.26 0.783E5513833 (4441260)
2.66 0.206E5513834 (4441261)
1.66 0.105E5513835 (4441262)
2.94 0.012E5513836 (4441263)
1.20 0.062E5513837 (4441264)
1.82 0.226E5513838 (4441265)
2.40 0.162E5513839 (4441266)
1.04 0.007E5513840 (4441267)
1.62 0.023E5513841 (4441268)
2.22 0.029E5513842 (4441269)
2.60 0.379E5513843 (4441270)
2.28 0.392E5513844 (4441271)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 11, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U724572

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 11, 2013 DATE REPORTED: Jun 28, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.46 0.098E5513845 (4441272)
3.48 0.123E5513846 (4441273)
3.80 0.099E5513847 (4441274)
3.82 0.099E5513848 (4441275)
3.80 0.074E5513849 (4441276)
0.08 2.30E5513850 (4441277)
3.08 0.074E5513851 (4441278)
3.78 0.136E5513852 (4441279)
4.06 0.071E5513853 (4441280)
3.52 0.101E5513854 (4441281)
3.52 0.047E5513855 (4441282)
3.46 0.080E5513856 (4441283)
2.70 0.096E5513857 (4441284)
1.12 1.26E5513858 (4441285)
0.10 2.05E5513859 (4441286)
2.06 0.068E5513860 (4441287)
2.60 0.025E5513861 (4441288)
2.26 0.067E5513862 (4441289)
0.84 0.050E5513863 (4441290)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 11, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U724572

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 11, 2013 DATE REPORTED: Jun 28, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513814 0.040 0.042 4.9% E5513826 0.108 0.101 6.7% E5513839 0.162 0.159 1.9% E5513851 0.074 0.074 0.0%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5513863 0.0496 0.0463 6.9%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U724572
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.37 98% 90% - 110% 0.792 0.741 94% 90% - 110% 1.40 1.39 99% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U724572
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U724572

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Jun 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U723546AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.92 0.469E5512497 (4427566)
3.62 4.82E5512498 (4427567)
1.36 0.013E5512499 (4427568)
1.46 0.155E5512500 (4427569)
1.52 0.020E5512501 (4427570)
3.44 0.076E5512502 (4427571)
3.94 1.28E5512503 (4427572)
2.42 1.15E5512504 (4427573)
3.68 0.022E5512505 (4427574)
2.60 0.009E5512506 (4427575)
2.60 0.024E5512507 (4427576)
4.08 2.50E5512508 (4427577)
0.10 0.975E5512509 (4427578)
3.54 7.79E5512510 (4427579)
3.76 0.182E5512511 (4427580)
3.18 0.101E5512512 (4427581)
3.42 0.022E5512513 (4427582)
3.66 0.012E5512514 (4427583)
3.66 0.016E5512515 (4427584)
3.66 0.014E5512516 (4427585)
3.54 0.010E5512517 (4427586)
3.74 0.034E5512518 (4427587)
3.66 0.002E5512519 (4427588)
1.20 0.053E5512520 (4427589)
3.38 0.024E5512521 (4427590)
3.50 0.021E5512522 (4427591)
3.58 0.083E5512523 (4427592)
3.46 0.055E5512524 (4427593)
3.34 0.045E5512525 (4427594)
3.42 0.029E5512526 (4427595)
3.50 0.173E5512527 (4427596)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 07, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U723546

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 07, 2013 DATE REPORTED: Jun 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.36 0.103E5512528 (4427597)
3.44 0.030E5512529 (4427598)
3.48 1.28E5512530 (4427599)
3.22 0.744E5512531 (4427600)
3.44 0.035E5512532 (4427601)
0.10 0.479E5512533 (4427602)
3.10 0.026E5512534 (4427603)
3.58 0.002E5512535 (4427604)
3.42 0.004E5512536 (4427605)
3.48 0.125E5512537 (4427606)
3.38 <0.001E5512538 (4427607)
1.32 0.002E5512539 (4427608)
1.72 0.015E5512540 (4427609)
2.42 0.040E5512541 (4427610)
3.56 0.342E5512542 (4427611)
3.26 0.042E5512543 (4427612)
3.22 0.298E5512544 (4427613)
3.30 0.438E5512545 (4427614)
1.14 0.010E5512546 (4427615)
3.08 0.123E5512547 (4427616)
3.52 0.178E5512548 (4427617)
0.10 0.989E5512549 (4427618)
3.08 0.079E5512550 (4427619)
3.24 0.480E5512551 (4427620)
3.76 0.376E5512552 (4427621)
2.98 0.940E5512553 (4427622)
2.40 0.243E5512554 (4427623)
3.84 0.451E5512555 (4427624)
3.40 0.283E5512556 (4427625)
3.64 0.480E5512557 (4427626)
3.72 0.907E5512558 (4427627)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 07, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U723546

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 07, 2013 DATE REPORTED: Jun 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.24 0.002E5512559 (4427628)
1.64 1.55E5512560 (4427629)
1.88 0.569E5512561 (4427630)
3.32 0.411E5512562 (4427631)
3.22 0.440E5512563 (4427632)
3.50 0.210E5512564 (4427633)
2.50 0.235E5512565 (4427634)
3.10 0.050E5512566 (4427635)
3.72 0.031E5512567 (4427636)
2.76 0.033E5512568 (4427637)
2.60 0.077E5512569 (4427638)
0.08 1.47E5512570 (4427639)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 07, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U723546

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 07, 2013 DATE REPORTED: Jun 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512497 0.469 0.416 12.0% E5512508 2.50 2.62 4.7% E5512522 0.021 0.020 4.9% E5512534 0.026 0.012

REPLICATE #5 REPLICATE #6 REPLICATE #7

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512547 0.123 0.139 12.2% E5512559 0.002 0.006 E5512569 0.077 0.044

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U723546
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14) CRM #3 (GS7E) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.4 100% 90% - 110% 0.792 0.781 99% 90% - 110% 7.4 7.5 102% 90% - 110% 1.40 1.41 101% 90% - 110%

CRM #5 (CM14) CRM #6 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.771 97% 90% - 110% 1.40 1.39 99% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U723546
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U723546

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jun 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U724569AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.76 0.447E5513864 (4441110)
3.42 0.254E5513865 (4441111)
1.34 0.030E5513866 (4441112)
3.42 0.008E5513867 (4441113)
2.52 0.001E5513868 (4441114)
2.38 0.001E5513869 (4441115)
2.60 0.486E5513870 (4441116)
2.06 1.61E5513871 (4441117)
0.10 2.15E5513872 (4441118)
3.00 0.118E5513873 (4441119)
2.20 0.331E5513874 (4441120)
2.36 0.011E5513875 (4441121)
2.40 0.014E5513876 (4441122)
2.30 0.040E5513877 (4441123)
3.08 0.014E5513878 (4441124)
1.82 0.028E5513879 (4441125)
2.76 5.30E5513880 (4441126)
0.08 2.38E5513881 (4441127)
2.32 2.16E5513882 (4441128)
1.98 0.506E5513883 (4441129)
2.60 0.289E5513884 (4441130)
1.54 0.112E5513885 (4441131)
2.20 0.221E5513886 (4441132)
2.70 0.539E5513887 (4441133)
1.96 0.387E5513888 (4441134)
1.28 0.030E5513889 (4441135)
1.82 0.144E5513890 (4441136)
1.36 0.004E5513891 (4441137)
2.22 0.104E5513892 (4441138)
2.66 0.127E5513893 (4441139)
2.76 0.159E5513894 (4441140)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 11, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U724569

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 11, 2013 DATE REPORTED: Jun 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.48 0.081E5513895 (4441141)
3.76 0.058E5513896 (4441142)
3.38 0.083E5513897 (4441143)
3.52 0.149E5513898 (4441144)
3.64 0.182E5513899 (4441145)
0.88 0.003E5513900 (4441146)
1.70 0.036E5513901 (4441147)
3.80 0.041E5513902 (4441148)
3.60 0.166E5513903 (4441149)
2.44 0.033E5513904 (4441150)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 11, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U724569

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 11, 2013 DATE REPORTED: Jun 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513864 0.447 0.479 6.9% E5513876 0.014 0.012 15.4% E5513889 0.0298 0.0274 8.4% E5513901 0.036 0.034 5.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U724569
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (CM14) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.3 98% 90% - 110% 0.792 0.79 100% 90% - 110% 1.40 1.32 95% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U724569
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U724569

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jul 04, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U725949AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.34 0.085E5513905 (4453516)
1.78 0.058E5513906 (4453517)
3.58 0.099E5513907 (4453519)
3.46 0.086E5513908 (4453520)
2.14 0.060E5513909 (4453521)
1.04 0.003E5513910 (4453522)
1.46 0.104E5513911 (4453523)
1.52 0.306E5513912 (4453524)
2.76 0.046E5513913 (4453525)
2.26 0.071E5513914 (4453526)
2.26 0.037E5513915 (4453527)
2.42 0.017E5513916 (4453528)
2.88 0.021E5513917 (4453529)
2.42 0.023E5513918 (4453530)
2.88 0.025E5513919 (4453531)
1.42 0.184E5513920 (4453532)
2.20 0.176E5513921 (4453533)
0.10 2.09E5513922 (4453534)
1.96 0.042E5513923 (4453535)
2.98 0.050E5513924 (4453536)
2.90 0.212E5513925 (4453537)
3.62 0.157E5513926 (4453538)
2.38 0.684E5513927 (4453539)
1.50 0.237E5513928 (4453540)
3.50 0.229E5513929 (4453541)
2.54 0.069E5513930 (4453542)
2.04 0.047E5513931 (4453543)
0.10 3.47E5513932 (4453544)
1.54 0.036E5513933 (4453545)
3.16 0.024E5513934 (4453546)
1.74 0.008E5513935 (4453547)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U725949

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 14, 2013 DATE REPORTED: Jul 04, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.12 0.016E5513936 (4453548)
2.36 0.015E5513937 (4453549)
1.46 0.358E5513938 (4453550)
0.98 0.118E5513939 (4453551)
1.54 0.722E5513940 (4453552)
1.32 0.023E5513941 (4453553)
1.14 0.139E5513942 (4453554)
1.76 0.060E5513943 (4453555)
3.66 0.107E5513944 (4453556)
3.76 0.068E5513945 (4453557)
3.94 0.068E5513946 (4453558)
3.82 0.130E5513947 (4453559)
3.92 0.244E5513948 (4453560)
3.68 0.062E5513949 (4453561)
3.76 0.045E5513950 (4453562)
3.52 0.076E5513951 (4453563)
2.26 0.023E5513952 (4453564)
1.54 0.186E5513953 (4453566)
3.58 0.082E5513954 (4453567)
2.06 0.016E5513955 (4453568)
1.98 0.011E5513956 (4453569)
2.36 0.065E5513957 (4453570)
2.12 0.016E5513958 (4453571)
0.92 0.062E5513959 (4453572)
0.10 2.38E5513960 (4453573)
1.62 0.009E5513961 (4453574)
3.00 0.019E5513962 (4453575)
2.18 0.108E5513963 (4453576)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 14, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U725949

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 14, 2013 DATE REPORTED: Jul 04, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513905 0.085 0.078 8.6% E5513917 0.021 0.020 4.9% E5513930 0.0692 0.0700 1.1% E5513942 0.139 0.074

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5513955 0.0162 0.0153 5.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U725949
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.3 99% 90% - 110% 1.40 1.32 94% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U725949
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U725949

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jul 10, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U730140AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.84 0.007E5513964 (4496378)
3.60 0.011E5513965 (4496379)
3.02 0.035E5513966 (4496380)
3.06 0.004E5513967 (4496381)
1.20 0.010E5513968 (4496382)
3.52 0.006E5513969 (4496383)
1.72 0.003E5513970 (4496384)
3.70 0.009E5513971 (4496385)
3.60 0.437E5513972 (4496386)
3.96 0.009E5513973 (4496387)
3.72 0.301E5513974 (4496388)
3.80 0.864E5513975 (4496389)
3.80 0.017E5513976 (4496390)
3.68 0.017E5513977 (4496391)
4.00 0.591E5513978 (4496392)
3.88 1.17E5513979 (4496393)
0.10 2.01E5513980 (4496394)
3.84 0.167E5513981 (4496395)
3.54 0.117E5513982 (4496396)
3.72 0.302E5513983 (4496397)
3.96 0.329E5513984 (4496398)
3.82 0.013E5513985 (4496399)
3.72 0.023E5513986 (4496400)
3.92 0.016E5513987 (4496401)
3.70 0.025E5513988 (4496402)
4.00 0.017E5513989 (4496403)
3.86 0.019E5513990 (4496404)
1.86 0.084E5513991 (4496405)
2.26 0.032E5513992 (4496406)
3.54 0.014E5513993 (4496407)
3.20 0.059E5513994 (4496408)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 27, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U730140

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 26, 2013 DATE REPORTED: Jul 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.52 0.025E5513995 (4496409)
3.30 0.020E5513996 (4496410)
3.36 0.024E5513997 (4496411)
3.48 0.064E5513998 (4496412)
3.46 0.067E5513999 (4496413)
0.10 2.09E5514000 (4496414)
3.50 0.809E5514001 (4496415)
3.60 0.078E5514002 (4496416)
3.66 5.61E5514003 (4496417)
2.32 0.542E5514004 (4496418)
2.52 0.262E5514005 (4496419)
2.68 0.025E5514006 (4496420)
3.80 0.017E5514007 (4496421)
3.60 0.021E5514008 (4496422)
3.60 0.026E5514009 (4496423)
1.24 0.004E5514010 (4496424)
3.72 0.024E5514011 (4496425)
3.72 0.009E5514012 (4496426)
3.68 0.003E5514013 (4496427)
2.40 0.329E5514014 (4496428)
1.82 0.025E5514015 (4496429)
1.04 0.024E5514016 (4496430)
2.12 0.010E5514017 (4496431)
3.24 0.014E5514018 (4496432)
2.04 0.001E5514019 (4496433)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 27, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U730140

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 26, 2013 DATE REPORTED: Jul 10, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5513964 0.007 0.004 E5513975 0.864 0.894 3.4% E5513989 0.017 0.016 6.1% E5513999 0.0674 0.0634 6.1%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5514014 0.329 0.286 14.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U730140
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.789 100% 90% - 110% 1.40 1.4 100% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U730140
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U730140

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jul 12, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U730265AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.94 0.679E5514020 (4497441)
0.10 0.948E5514021 (4497442)
3.86 0.410E5514022 (4497443)
2.58 0.552E5514023 (4497444)
2.18 0.014E5514024 (4497445)
1.90 0.012E5514025 (4497446)
2.64 0.006E5514026 (4497447)
3.48 0.020E5514027 (4497448)
2.78 0.441E5514028 (4497449)
2.10 0.023E5514029 (4497450)
1.10 0.002E5514030 (4497451)
3.08 0.038E5514031 (4497452)
0.84 0.075E5514032 (4497453)
3.00 0.042E5514033 (4497454)
2.16 0.018E5514034 (4497455)
2.68 0.014E5514035 (4497456)
3.72 0.035E5514036 (4497457)
2.34 0.006E5514037 (4497458)
1.26 0.138E5514038 (4497459)
3.82 0.055E5514039 (4497460)
3.46 0.272E5514040 (4497461)
3.12 0.043E5514041 (4497462)
2.30 0.121E5514042 (4497463)
1.58 0.069E5514043 (4497464)
0.84 0.096E5514044 (4497465)
1.42 0.190E5514045 (4497466)
2.12 0.039E5514046 (4497467)
1.78 0.103E5514047 (4497468)
2.66 0.129E5514048 (4497469)
1.82 0.077E5514049 (4497470)
1.12 <0.001E5514050 (4497471)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 27, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U730265

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 27, 2013 DATE REPORTED: Jul 12, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.02 0.160E5514051 (4497472)
2.90 0.126E5514052 (4497473)
1.84 0.174E5514053 (4497474)
1.70 0.238E5514054 (4497475)
2.42 0.519E5514055 (4497476)
2.84 0.253E5514056 (4497477)
1.74 0.045E5514057 (4497478)
2.20 0.055E5514058 (4497479)
2.26 0.019E5514059 (4497480)
0.10 0.993E5514060 (4497481)
1.36 0.086E5514061 (4497482)
2.82 1.27E5514062 (4497483)
3.42 1.95E5514063 (4497484)
3.20 1.68E5514064 (4497485)
0.68 0.382E5514065 (4497486)
2.58 0.052E5514066 (4497487)
2.92 0.009E5514067 (4497488)
3.18 0.014E5514068 (4497489)
3.44 0.006E5514069 (4497490)
1.12 <0.001E5514070 (4497491)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jun 27, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U730265

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jun 27, 2013 DATE REPORTED: Jul 12, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514020 0.679 0.691 1.8% E5514032 0.0749 0.0592 23.4% E5514045 0.190 0.190 0.0% E5514057 0.0448 0.0456 1.8%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5514070 < 0.001 < 0.001 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U730265
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (1P5F) CRM #3 (GS7E) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.51 108% 90% - 110% 1.40 1.34 96% 90% - 110% 7.4 7.6 103% 90% - 110% 0.792 0.714 90% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U730265
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U730265

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jul 18, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U732883AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.12 0.060E5514112 (4519217)
3.20 0.061E5514113 (4519218)
2.98 0.095E5514114 (4519219)
3.56 0.053E5514115 (4519220)
3.42 0.172E5514116 (4519221)
3.08 0.149E5514117 (4519222)
1.02 0.196E5514118 (4519223)
2.34 0.297E5514119 (4519224)
1.82 0.028E5514120 (4519225)
0.10 2.02E5514121 (4519226)
1.22 0.027E5514122 (4519227)
1.42 1.28E5514123 (4519228)
2.10 2.15E5514124 (4519229)
1.56 1.72E5514125 (4519230)
2.24 2.24E5514126 (4519231)
1.82 1.13E5514127 (4519232)
1.60 0.112E5514128 (4519233)
1.72 0.043E5514129 (4519234)
1.20 0.002E5514130 (4519235)
2.40 0.011E5514131 (4519236)
1.28 0.007E5514132 (4519237)
1.38 0.005E5514133 (4519238)
1.74 0.002E5514134 (4519239)
3.34 0.004E5514135 (4519240)
1.84 0.028E5514136 (4519241)
1.36 0.155E5514137 (4519242)
2.54 0.119E5514138 (4519243)
1.14 0.005E5514139 (4519244)
0.10 0.955E5514140 (4519245)
1.54 0.023E5514141 (4519246)
2.12 0.047E5514142 (4519247)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U732883

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 05, 2013 DATE REPORTED: Jul 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.84 0.008E5514143 (4519248)
3.12 0.015E5514144 (4519249)
3.32 0.010E5514145 (4519250)
2.64 0.023E5514146 (4519251)
2.58 0.027E5514147 (4519252)
2.34 0.086E5514148 (4519253)
2.64 0.018E5514149 (4519254)
1.36 0.009E5514150 (4519255)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 05, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U732883

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 05, 2013 DATE REPORTED: Jul 18, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514112 0.060 0.076 23.5% E5514124 2.15 2.14 0.5% E5514137 0.155 0.161 3.8% E5514150 0.009 0.002

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U732883
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14)

Parameter Expect Actual Recovery Limits

Au 0.792 0.716 90% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U732883
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U732883

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jul 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U733998AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.30 0.064E5514071 (4530288)
2.78 0.023E5514072 (4530289)
3.42 0.138E5514073 (4530290)
3.54 0.131E5514074 (4530291)
3.28 0.030E5514075 (4530292)
1.66 0.016E5514076 (4530293)
1.70 0.029E5514077 (4530294)
2.94 0.017E5514078 (4530295)
2.52 0.018E5514079 (4530296)
1.36 0.002E5514080 (4530297)
2.38 0.011E5514081 (4530298)
3.60 0.058E5514082 (4530299)
3.66 0.262E5514083 (4530300)
2.96 0.337E5514084 (4530301)
2.10 1.20E5514085 (4530302)
2.20 1.23E5514086 (4530303)
2.12 0.154E5514087 (4530304)
2.70 2.14E5514088 (4530305)
1.64 1.52E5514089 (4530306)
0.08 2.28E5514090 (4530307)
0.90 0.365E5514091 (4530308)
2.32 0.075E5514092 (4530309)
2.30 0.021E5514093 (4530310)
1.32 0.070E5514094 (4530311)
2.08 0.093E5514095 (4530312)
1.50 0.030E5514096 (4530313)
1.54 0.054E5514097 (4530314)
2.62 0.022E5514098 (4530315)
3.48 0.039E5514099 (4530316)
1.38 0.002E5514100 (4530317)
3.36 0.131E5514101 (4530318)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 09, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U733998

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 09, 2013 DATE REPORTED: Jul 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.24 0.024E5514102 (4530319)
3.34 0.067E5514103 (4530320)
3.30 0.133E5514104 (4530321)
3.50 0.134E5514105 (4530322)
3.74 0.154E5514106 (4530323)
3.56 0.078E5514107 (4530324)
3.56 0.191E5514108 (4530325)
3.48 0.103E5514109 (4530326)
0.10 1.20E5514110 (4530327)
3.52 0.060E5514111 (4530328)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 09, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U733998

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 09, 2013 DATE REPORTED: Jul 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514071 0.0639 0.0633 0.9% E5514083 0.262 0.264 0.8% E5514096 0.0298 0.0284 4.8% E5514108 0.191 0.190 0.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U733998
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.792 100% 90% - 110% 7.4 7.1 96% 90% - 110% 1.40 1.34 96% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U733998
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U733998

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Jul 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U735530AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.04 0.002E5514151 (4542062)
0.28 0.016E5514152 (4542063)
2.90 0.013E5514153 (4542064)
1.90 0.018E5514154 (4542065)
0.70 0.036E5514155 (4542066)
0.88 0.278E5514156 (4542067)
2.12 0.275E5514157 (4542068)
2.46 0.002E5514158 (4542069)
2.58 0.082E5514159 (4542070)
1.36 0.004E5514160 (4542071)
3.64 0.023E5514161 (4542072)
3.86 0.006E5514162 (4542073)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 12, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U735530

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 12, 2013 DATE REPORTED: Jul 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5514151 0.002 0.012

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U735530
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14)

Parameter Expect Actual Recovery Limits

Au 0.792 0.814 103% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U735530
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U735530

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jul 25, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U733658AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.20 0.028E5514163 (4526982)
2.54 0.185E5514164 (4526983)
2.14 0.922E5514165 (4526984)
1.64 0.934E5514166 (4526985)
2.18 0.383E5514167 (4526986)
2.42 2.04E5514168 (4526987)
0.10 1.00E5514169 (4526988)
2.18 1.98E5514170 (4526989)
1.42 0.604E5514171 (4526990)
2.56 0.117E5514172 (4526991)
2.96 0.055E5514173 (4526992)
3.12 0.017E5514174 (4526993)
2.34 0.006E5514175 (4526994)
2.40 0.018E5514176 (4526995)
2.48 0.130E5514177 (4526996)
1.94 0.195E5514178 (4526997)
0.96 0.003E5514179 (4526998)
2.04 0.123E5514180 (4526999)
2.64 0.077E5514181 (4527000)
2.34 0.009E5514182 (4527001)
2.42 0.026E5514183 (4527002)
2.72 0.003E5514184 (4527003)
1.80 0.007E5514185 (4527004)
1.76 0.004E5514186 (4527005)
1.82 0.025E5514187 (4527006)
2.58 0.010E5514188 (4527007)
0.08 0.839E5514189 (4527008)
1.78 0.252E5514190 (4527009)
2.00 0.320E5514191 (4527010)
1.78 0.018E5514192 (4527011)
1.90 0.013E5514193 (4527012)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U733658

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 08, 2013 DATE REPORTED: Jul 25, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.98 0.020E5514194 (4527013)
3.00 0.270E5514195 (4527014)
1.62 0.016E5514196 (4527015)
2.10 0.066E5514197 (4527016)
2.42 0.044E5514198 (4527017)
1.00 0.002E5514199 (4527018)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 08, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U733658

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 08, 2013 DATE REPORTED: Jul 25, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514163 0.028 0.055 E5514175 0.006 0.004 E5514188 0.010 0.011 9.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U733658
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F) CRM #3 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.3 99% 90% - 110% 1.40 1.35 96% 90% - 110% 0.792 0.811 102% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U733658
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U733658

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Jul 25, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U734001AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.64 0.595E5514200 (4530361)
2.72 0.331E5514201 (4530362)
2.88 0.019E5514202 (4530363)
1.72 0.013E5514203 (4530364)
3.32 0.379E5514204 (4530365)
2.10 0.310E5514205 (4530366)
2.72 0.056E5514206 (4530367)
1.88 0.422E5514207 (4530368)
0.08 0.040E5514208 (4530369)
2.80 0.307E5514209 (4530370)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 09, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U734001

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 09, 2013 DATE REPORTED: Jul 25, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5514200 0.595 0.583 2.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U734001
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14)

Parameter Expect Actual Recovery Limits

Au 0.792 0.811 102% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U734001
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U734001

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jul 30, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U733999AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.14 0.262E5512571 (4530329)
3.52 0.007E5512572 (4530330)
2.62 0.105E5512573 (4530331)
1.54 2.82E5512574 (4530332)
3.50 1.86E5512575 (4530333)
3.14 1.47E5512576 (4530334)
3.56 0.667E5512577 (4530335)
2.56 0.280E5512578 (4530336)
1.10 0.009E5512579 (4530337)
1.38 0.588E5512580 (4530338)
3.42 0.042E5512581 (4530339)
3.66 0.043E5512582 (4530340)
3.68 0.007E5512583 (4530341)
3.72 0.025E5512584 (4530342)
3.68 0.026E5512585 (4530343)
3.76 0.061E5512586 (4530344)
3.68 0.108E5512587 (4530345)
2.88 0.047E5512588 (4530346)
0.08 0.988E5512589 (4530347)
3.66 0.190E5512590 (4530348)
3.64 0.047E5512591 (4530349)
4.22 0.033E5512592 (4530350)
1.04 0.012E5512593 (4530351)
1.10 0.021E5512594 (4530352)
3.98 0.012E5512595 (4530353)
4.12 0.083E5512596 (4530354)
2.06 0.106E5512597 (4530355)
3.06 0.144E5512598 (4530356)
1.08 0.003E5512599 (4530357)
2.84 0.245E5512600 (4530358)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 09, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U733999

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 09, 2013 DATE REPORTED: Jul 30, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 09, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U733999

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 09, 2013 DATE REPORTED: Jul 30, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

RDL - Reported Detection LimitComments:

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512571 0.262 0.230 13.0% E5512596 0.0827 0.0774 6.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U733999
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14)

Parameter Expect Actual Recovery Limits

Au 0.792 0.736 93% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U733999
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U733999

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jul 26, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U733997AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.74 0.004E5514210 (4530190)
2.78 0.002E5514211 (4530191)
2.44 0.005E5514212 (4530192)
2.34 0.005E5514213 (4530193)
1.66 0.010E5514214 (4530194)
1.26 0.002E5514215 (4530195)
3.28 0.072E5514216 (4530196)
3.88 0.192E5514217 (4530197)
1.70 0.295E5514218 (4530198)
2.66 0.025E5514219 (4530199)
0.92 0.006E5514220 (4530200)
3.18 0.006E5514221 (4530201)
2.08 0.002E5514222 (4530202)
3.22 3.93E5514223 (4530203)
2.40 0.272E5514224 (4530204)
3.72 0.222E5514225 (4530205)
3.92 0.501E5514226 (4530206)
3.70 0.737E5514227 (4530207)
3.78 0.499E5514228 (4530208)
2.76 0.004E5514229 (4530209)
2.34 3.93E5514230 (4530210)
0.10 1.12E5514231 (4530211)
2.58 0.197E5514232 (4530212)
4.02 0.252E5514233 (4530213)
3.84 0.060E5514234 (4530214)
4.10 0.535E5514235 (4530215)
3.94 0.272E5514236 (4530216)
2.74 1.28E5514237 (4530217)
2.32 0.072E5514238 (4530218)
2.74 0.007E5514239 (4530219)
1.32 <0.001E5514240 (4530220)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 09, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U733997

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 09, 2013 DATE REPORTED: Jul 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.44 0.030E5514241 (4530221)
2.28 0.033E5514242 (4530222)
2.86 0.439E5514243 (4530223)
1.56 0.202E5514244 (4530224)
2.50 0.003E5514245 (4530225)
3.10 0.039E5514246 (4530226)
0.96 0.171E5514247 (4530227)
1.86 0.288E5514248 (4530228)
2.22 0.970E5514249 (4530229)
0.10 0.956E5514250 (4530230)
1.04 0.049E5514251 (4530231)
3.12 1.24E5514252 (4530232)
2.94 0.002E5514253 (4530233)
3.04 0.002E5514254 (4530234)
3.58 <0.001E5514255 (4530235)
1.98 0.010E5514256 (4530236)
1.42 0.005E5514257 (4530237)
2.62 <0.001E5514258 (4530238)
2.46 0.001E5514259 (4530239)
2.58 <0.001E5514260 (4530240)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 09, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U733997

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 09, 2013 DATE REPORTED: Jul 26, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514210 0.004 0.003 28.6% E5514222 0.002 0.002 0.0% E5514235 0.535 0.502 6.4% E5514247 0.171 0.171 0.0%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5514260 < 0.001 0.002

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U733997
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5F) CRM #3 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 6.8 92% 90% - 110% 1.40 1.53 109% 90% - 110% 0.792 0.759 96% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U733997
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U733997

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Aug 09, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U738086AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

1.56 0.155E5514261 (4566633)
1.40 0.169E5514262 (4566634)
3.72 0.085E5514263 (4566635)
3.54 0.136E5514264 (4566636)
1.96 0.114E5514265 (4566637)
2.14 0.797E5514266 (4566638)
0.76 0.923E5514267 (4566639)
2.74 0.620E5514268 (4566640)
3.70 0.527E5514269 (4566641)
1.16 0.012E5514270 (4566642)
3.64 0.042E5514271 (4566643)
3.28 1.26E5514272 (4566644)
2.56 4.29E5514273 (4566645)
1.52 >10 13.7E5514274 (4566646)
2.84 >10 52.9E5514275 (4566647)
2.66 2.51E5514276 (4566648)
0.64 8.15E5514277 (4566649)
1.14 2.49E5514278 (4566650)
3.74 1.15E5514279 (4566651)
0.10 1.00E5514280 (4566652)
1.54 2.40E5514281 (4566653)
1.96 1.21E5514282 (4566654)
2.68 1.44E5514283 (4566655)
2.50 3.95E5514284 (4566656)
2.42 0.923E5514285 (4566657)
0.80 0.401E5514286 (4566658)
2.46 0.485E5514287 (4566659)
2.84 0.299E5514288 (4566660)
1.52 1.03E5514289 (4566661)
1.20 0.004E5514290 (4566662)
3.38 0.160E5514291 (4566663)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 19, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U738086

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 19, 2013 DATE REPORTED: Aug 09, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

2.04 0.169E5514292 (4566664)
1.52 0.034E5514293 (4566665)
2.26 0.136E5514294 (4566666)
3.70 0.363E5514295 (4566667)
1.32 0.132E5514296 (4566668)
3.76 0.157E5514297 (4566669)
3.34 0.162E5514298 (4566670)
3.52 0.148E5514299 (4566671)
0.08 1.35E5514300 (4566672)
3.48 0.105E5514301 (4566673)
3.74 0.259E5514302 (4566674)
3.38 0.154E5514303 (4566675)
2.40 0.217E5514304 (4566676)
2.34 0.078E5514305 (4566677)
3.22 0.063E5514306 (4566678)
3.70 0.030E5514307 (4566679)
2.54 0.011E5514308 (4566680)
0.76 0.034E5514309 (4566681)
1.20 <0.001E5514310 (4566682)
3.56 0.152E5514311 (4566683)
3.46 0.385E5514312 (4566684)
1.36 0.176E5514313 (4566685)
1.32 0.322E5514314 (4566686)
2.42 0.029E5514315 (4566687)
1.26 0.171E5514316 (4566688)
1.56 0.263E5514317 (4566689)
0.98 0.058E5514318 (4566690)
3.68 0.240E5514319 (4566691)
1.14 0.001E5514320 (4566692)
1.66 0.101E5514321 (4566693)
2.36 0.031E5514322 (4566694)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 19, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U738086

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 19, 2013 DATE REPORTED: Aug 09, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.08 0.083E5514323 (4566695)
1.44 0.185E5514324 (4566696)
3.00 0.117E5514325 (4566697)
2.40 0.205E5514326 (4566698)
1.58 0.391E5514327 (4566699)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 19, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U738086

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 19, 2013 DATE REPORTED: Aug 09, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514261 0.155 0.164 5.6% E5514273 4.29 4.11 4.3% E5514287 0.485 0.485 0.0% E5514299 0.148 0.377

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514312 0.385 0.396 2.8% E5514324 0.185 0.184 0.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U738086
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (GS7E) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.37 98% 90% - 110% 0.792 0.763 96% 90% - 110% 7.4 6.9 94% 90% - 110% 1.40 1.38 99% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U738086
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U738086

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Aug 01, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U738112AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.36 0.002E5512601 (4567057)
3.50 0.131E5512602 (4567058)
1.28 1.92E5512603 (4567059)
1.98 0.424E5512604 (4567060)
2.10 0.769E5512605 (4567061)
2.46 1.96E5512606 (4567062)
2.82 1.89E5512607 (4567063)
3.78 0.018E5512608 (4567064)
0.92 0.012E5512609 (4567065)
3.82 0.055E5512610 (4567066)
3.36 0.090E5512611 (4567067)
3.34 0.260E5512612 (4567068)
3.68 0.136E5512613 (4567069)
3.66 0.025E5512614 (4567070)
3.34 0.032E5512615 (4567071)
3.44 0.045E5512616 (4567072)
3.72 0.172E5512617 (4567073)
2.90 0.054E5512618 (4567074)
0.08 0.979E5512619 (4567075)
0.98 1.11E5512620 (4567076)
2.36 0.709E5512621 (4567077)
1.40 0.104E5512622 (4567078)
2.16 0.887E5512623 (4567079)
2.28 0.167E5512624 (4567080)
2.26 0.187E5512625 (4567081)
2.78 0.119E5512626 (4567082)
2.10 0.204E5512627 (4567083)
2.62 2.35E5512628 (4567084)
0.88 0.018E5512629 (4567085)
2.58 2.05E5512630 (4567086)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 19, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U738112

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 19, 2013 DATE REPORTED: Aug 01, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 19, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U738112

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 19, 2013 DATE REPORTED: Aug 01, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

RDL - Reported Detection LimitComments:

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512601 0.002 0.018 E5512613 0.136 0.155 13.1% E5512627 0.204 0.161 23.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U738112
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F) CRM #3 (GS7E)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.795 100% 90% - 110% 1.40 1.36 97% 90% - 110% 7.4 7.3 98% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U738112
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U738112

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Aug 06, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U738099AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

3.60 0.030E5514328 (4566937)
2.94 0.041E5514329 (4566938)
1.36 0.050E5514330 (4566939)
3.66 0.017E5514331 (4566941)
3.76 0.024E5514332 (4566942)
3.84 0.003E5514333 (4566943)
3.68 0.023E5514334 (4566944)
3.52 0.136E5514335 (4566945)
3.38 0.273E5514336 (4566946)
3.90 0.632E5514337 (4566947)
1.92 0.601E5514338 (4566948)
1.58 2.59E5514339 (4566949)
0.10 3.43E5514340 (4566950)
2.64 3.12E5514341 (4566951)
2.38 4.73E5514342 (4566952)
2.34 1.15E5514343 (4566953)
2.64 0.753E5514344 (4566954)
2.24 0.662E5514345 (4566955)
2.98 1.09E5514346 (4566956)
2.32 0.389E5514347 (4566957)
2.66 3.97E5514348 (4566958)
2.62 1.07E5514349 (4566959)
1.36 0.040E5514350 (4566960)
2.46 0.489E5514351 (4566961)
2.72 1.57E5514352 (4566962)
2.64 1.01E5514353 (4566963)
2.40 >10 17.7E5514354 (4566964)
2.04 1.12E5514355 (4566965)
2.18 0.291E5514356 (4566966)
2.46 0.385E5514357 (4566967)
3.34 0.353E5514358 (4566968)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 19, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U738099

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 19, 2013 DATE REPORTED: Aug 06, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

2.70 0.261E5514359 (4566969)
0.10 1.39E5514360 (4566970)
3.80 0.262E5514361 (4566971)
3.66 0.202E5514362 (4566972)
2.90 0.376E5514363 (4566973)
2.30 0.312E5514364 (4566974)
2.74 0.374E5514365 (4566975)
3.82 0.182E5514366 (4566976)
3.76 0.180E5514367 (4566977)
3.60 0.198E5514368 (4566978)
2.88 0.387E5514369 (4566979)
0.62 0.005E5514370 (4566981)
1.86 0.092E5514371 (4566982)
2.80 0.216E5514372 (4566983)
3.94 0.095E5514373 (4566984)
3.66 0.067E5514374 (4566985)
3.34 0.050E5514375 (4566986)
3.60 0.088E5514376 (4566987)
3.34 0.064E5514377 (4566988)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 19, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U738099

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 19, 2013 DATE REPORTED: Aug 06, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514328 0.030 0.017 E5514341 3.12 3.06 1.9% E5514354 > 10 > 10 0.0% E5514367 0.180 0.192 6.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U738099
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (GS7E) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.77 97% 90% - 110% 7.4 7.4 100% 90% - 110% 1.40 1.29 92% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U738099
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U738099

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Jul 30, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U739196AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.36 0.270E5514378 (4577483)
3.36 0.205E5514379 (4577484)
0.78 0.002E5514380 (4577485)
3.44 0.158E5514381 (4577486)
3.10 1.01E5514382 (4577487)
3.68 0.787E5514383 (4577488)
3.34 0.057E5514384 (4577489)
3.04 0.541E5514385 (4577490)
3.52 3.12E5514386 (4577491)
3.18 0.043E5514387 (4577492)
3.30 0.053E5514388 (4577493)
3.44 0.083E5514389 (4577494)
0.10 0.884E5514390 (4577495)
3.38 0.764E5514391 (4577496)
3.78 0.437E5514392 (4577497)
3.24 0.139E5514393 (4577498)
3.70 0.693E5514394 (4577499)
3.92 0.676E5514395 (4577500)
3.60 0.258E5514396 (4577501)
3.60 1.59E5514397 (4577502)
3.58 0.057E5514398 (4577503)
3.90 1.88E5514399 (4577504)
1.74 0.002E5514400 (4577505)
0.84 0.176E5514401 (4577506)
2.34 0.328E5514402 (4577507)
2.14 0.190E5514403 (4577508)
1.58 1.75E5514404 (4577509)
3.80 0.397E5514405 (4577510)
3.40 0.056E5514406 (4577511)
3.56 0.537E5514407 (4577512)
3.26 0.521E5514408 (4577513)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 23, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U739196

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 23, 2013 DATE REPORTED: Jul 30, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.10 0.728E5514409 (4577514)
0.10 1.07E5514410 (4577515)
2.18 0.028E5514411 (4577516)
2.36 0.022E5514412 (4577517)
1.22 0.072E5514413 (4577518)
1.52 0.249E5514414 (4577519)
1.62 0.183E5514415 (4577520)
0.86 1.31E5514416 (4577521)
1.56 0.343E5514417 (4577522)
2.90 0.041E5514418 (4577523)
2.70 0.024E5514419 (4577524)
2.38 0.019E5514420 (4577525)
2.60 0.005E5514421 (4577526)
2.56 0.804E5514422 (4577527)
1.68 0.003E5514423 (4577528)
1.44 1.26E5514424 (4577529)
1.40 0.303E5514425 (4577530)
1.40 0.016E5514426 (4577531)
2.68 0.637E5514427 (4577532)
2.04 0.638E5514428 (4577533)
3.30 0.041E5514429 (4577534)
2.60 0.349E5514430 (4577535)
2.44 2.11E5514431 (4577536)
1.90 0.030E5514432 (4577537)
2.26 0.076E5514433 (4577538)
3.02 0.252E5514434 (4577539)
3.10 0.205E5514435 (4577540)
2.22 0.078E5514436 (4577541)
1.98 0.052E5514437 (4577542)
1.92 0.044E5514438 (4577543)
1.06 0.144E5514439 (4577544)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 23, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U739196

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 23, 2013 DATE REPORTED: Jul 30, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.90 3.09E5514440 (4577545)
2.16 0.004E5514441 (4577546)
2.86 3.05E5514442 (4577547)
2.32 0.406E5514443 (4577548)
1.90 0.301E5514444 (4577549)
1.96 0.292E5514445 (4577550)
1.96 0.242E5514446 (4577551)
2.08 0.224E5514447 (4577552)
1.94 0.179E5514448 (4577553)
0.10 1.29E5514449 (4577554)
0.58 0.042E5514450 (4577555)
1.94 0.026E5514451 (4577556)
2.36 0.025E5514452 (4577557)
2.06 0.236E5514453 (4577558)
2.66 0.030E5514454 (4577559)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 23, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U739196

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 23, 2013 DATE REPORTED: Jul 30, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514453 0.236 0.217 8.4% E5514391 0.764 0.725 5.2% E5514403 0.190 0.184 3.2% E5514415 0.183 0.123

REPLICATE #5 REPLICATE #6

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514428 0.638 0.625 2.1% E5514440 3.09 3.33 7.5%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U739196
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (1P5f) CRM #3 (GS7E) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.1 96% 90% - 110% 1.40 1.43 102% 90% - 110% 7.4 7.4 100% 90% - 110% 0.792 0.83 105% 90% - 110%

CRM #5 (1P5f)

Parameter Expect Actual Recovery Limits

Au 1.40 1.33 95% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U739196
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U739196

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Jul 29, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U739218AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.08 1.68E5514455 (4577678)
1.28 0.078E5514456 (4577679)
2.98 2.22E5514457 (4577680)
2.44 9.83E5514458 (4577681)
3.80 0.655E5514459 (4577682)
0.10 0.933E5514460 (4577683)
3.70 2.69E5514461 (4577684)
3.88 0.804E5514462 (4577685)
3.44 0.614E5514463 (4577686)
2.18 0.680E5514464 (4577687)
1.98 0.654E5514465 (4577688)
3.22 0.057E5514466 (4577689)
1.36 0.073E5514467 (4577690)
2.12 0.107E5514468 (4577691)
2.48 0.088E5514469 (4577692)
2.32 0.016E5514470 (4577693)
1.50 0.017E5514471 (4577694)
1.08 0.002E5514472 (4577695)
2.22 0.018E5514473 (4577696)
2.36 0.022E5514474 (4577697)
3.64 0.021E5514475 (4577698)
3.46 0.088E5514476 (4577699)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 23, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U739218

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 23, 2013 DATE REPORTED: Jul 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514455 1.68 1.67 0.6% E5514467 0.073 0.103

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U739218
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 7.40 100% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U739218
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U739218

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Jul 30, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U739194AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.04 0.003E5514477 (4577407)
1.82 0.011E5514478 (4577408)
1.98 0.008E5514479 (4577409)
2.00 0.153E5514480 (4577410)
2.04 0.006E5514481 (4577411)
2.76 1.39E5514482 (4577412)
1.20 0.001E5514483 (4577413)
2.64 0.013E5514484 (4577414)
2.52 0.065E5514485 (4577415)
2.44 0.271E5514486 (4577416)
2.42 0.043E5514487 (4577417)
1.80 0.004E5514488 (4577418)
3.00 0.203E5514489 (4577419)
2.30 0.790E5514490 (4577420)
2.34 0.950E5514491 (4577421)
2.34 0.518E5514492 (4577422)
3.46 5.64E5514516 (4577423)
3.80 8.72E5514517 (4577424)
3.70 0.583E5514518 (4577425)
3.70 3.36E5514519 (4577426)
0.08 0.980E5514520 (4577427)
2.14 0.944E5514521 (4577428)
1.74 1.77E5514522 (4577429)
3.14 1.20E5514523 (4577430)
2.92 1.14E5514524 (4577431)
1.32 0.149E5514525 (4577432)
2.50 0.221E5514526 (4577433)
2.84 0.282E5514527 (4577434)
3.76 0.844E5514528 (4577435)
0.78 0.265E5514529 (4577436)
0.94 0.005E5514530 (4577437)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 23, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U739194

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 23, 2013 DATE REPORTED: Jul 30, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.44 0.038E5514531 (4577438)
2.70 0.038E5514532 (4577439)
2.52 0.003E5514533 (4577440)
1.06 0.001E5514534 (4577441)
2.16 0.004E5514535 (4577442)
0.70 0.004E5514536 (4577443)
2.82 0.005E5514537 (4577444)
1.02 0.024E5514538 (4577445)
2.70 0.016E5514539 (4577446)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 23, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U739194

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 23, 2013 DATE REPORTED: Jul 30, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514477 0.003 0.003 0.0% E5514488 0.004 0.002 E5514525 0.149 0.179 18.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U739194
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (CM14) CRM #2 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 0.792 0.779 98% 90% - 110% 1.40 1.51 108% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U739194
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U739194

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Kevin Motomura, ICP SupervisorSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Jul 29, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U739207AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.40 0.025E5514493 (4577623)
3.78 0.015E5514494 (4577624)
3.94 0.054E5514495 (4577625)
1.46 0.148E5514496 (4577626)
2.72 0.027E5514497 (4577627)
2.50 0.010E5514498 (4577628)
2.58 0.034E5514499 (4577629)
0.10 1.49E5514500 (4577630)
3.16 0.011E5514501 (4577631)
2.86 0.576E5514502 (4577632)
1.58 0.894E5514503 (4577633)
3.46 0.180E5514504 (4577634)
4.08 0.866E5514505 (4577635)
2.56 0.843E5514506 (4577636)
1.62 0.568E5514507 (4577637)
3.38 0.226E5514508 (4577638)
3.68 0.584E5514509 (4577639)
1.02 0.007E5514510 (4577640)
3.64 1.76E5514511 (4577641)
3.74 0.284E5514512 (4577642)
3.54 0.831E5514513 (4577643)
2.60 0.378E5514514 (4577644)
2.38 0.103E5514515 (4577645)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 23, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U739207

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 23, 2013 DATE REPORTED: Jul 29, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514493 0.025 0.035 E5514505 0.866 0.920 6.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U739207
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 7.1 96% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U739207
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U739207

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Aug 13, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U743298AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.36 0.302E5514620 (4612366)
3.38 0.105E5514621 (4612367)
3.48 0.127E5514622 (4612368)
3.58 0.251E5514623 (4612369)
3.62 0.564E5514624 (4612370)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 02, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U743298

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 02, 2013 DATE REPORTED: Aug 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5514620 0.302 0.294 2.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U743298
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.35 97% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U743298
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U743298

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 6

Aug 13, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U740717AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 6

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.48 0.082E5514540 (4589651)
2.48 0.357E5514541 (4589652)
1.20 2.84E5514542 (4589653)
2.12 2.34E5514543 (4589654)
1.86 2.92E5514544 (4589655)
2.68 4.44E5514545 (4589656)
2.90 2.71E5514546 (4589657)
1.54 1.22E5514547 (4589658)
2.36 0.104E5514548 (4589659)
2.38 0.161E5514549 (4589660)
2.28 0.023E5514550 (4589661)
0.98 2.09E5514551 (4589662)
1.46 0.005E5514552 (4589663)
2.96 0.048E5514553 (4589664)
2.42 0.092E5514554 (4589665)
3.92 0.127E5514555 (4589666)
3.46 0.182E5514556 (4589667)
2.54 0.080E5514557 (4589668)
1.42 0.438E5514558 (4589669)
1.80 3.01E5514559 (4589670)
0.08 2.48E5514560 (4589671)
2.06 1.76E5514561 (4589672)
3.90 0.952E5514562 (4589673)
3.52 1.30E5514563 (4589674)
4.00 0.341E5514564 (4589675)
1.34 0.022E5514565 (4589676)
2.34 0.388E5514566 (4589677)
1.42 3.91E5514567 (4589678)
2.50 0.851E5514568 (4589679)
3.66 0.307E5514569 (4589680)
3.22 0.150E5514570 (4589681)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U740717

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 26, 2013 DATE REPORTED: Aug 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 6



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.78 0.028E5514571 (4589682)
3.58 0.014E5514572 (4589683)
3.48 0.021E5514573 (4589684)
3.74 0.028E5514574 (4589685)
3.66 0.359E5514575 (4589686)
3.56 0.381E5514576 (4589687)
3.46 0.251E5514577 (4589688)
2.24 0.066E5514578 (4589689)
2.00 0.192E5514579 (4589690)
1.24 0.002E5514580 (4589691)
2.70 1.13E5514581 (4589692)
3.26 0.156E5514582 (4589693)
3.34 0.133E5514583 (4589694)
3.26 0.199E5514584 (4589695)
3.28 0.289E5514585 (4589697)
3.36 0.104E5514586 (4589698)
3.44 0.079E5514587 (4589699)
3.28 0.049E5514588 (4589700)
3.40 0.543E5514589 (4589701)
0.08 0.844E5514590 (4589702)
3.34 1.89E5514591 (4589703)
3.30 0.036E5514592 (4589704)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U740717

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 26, 2013 DATE REPORTED: Aug 13, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514540 0.082 0.050 E5514552 0.005 0.002 E5514565 0.022 0.026 16.7% E5514577 0.251 0.258 2.8%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5514591 1.89 1.86 1.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U740717
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 6



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (GS7E) CRM #3 (CM14) CRM #4 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.3 93% 90% - 110% 7.4 7.3 99% 90% - 110% 0.792 0.879 110% 90% - 110% 1.40 1.29 92% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U740717
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 6



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U740717

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 6 of 6



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Aug 09, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U740735AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
Au Au-GravAnalyte:

kg ppm g/tUnit:
Sample ID (AGAT ID) RDL: 0.01 0.050.001

1.52 2.28E5514593 (4589755)
3.52 3.98E5514594 (4589756)
3.44 3.09E5514595 (4589757)
3.46 5.43E5514596 (4589758)
3.60 3.77E5514597 (4589759)
2.38 5.87E5514598 (4589760)
3.30 >10 14.4E5514599 (4589761)
1.44 0.008E5514600 (4589762)
0.82 1.28E5514601 (4589763)
1.02 >10 21.6E5514602 (4589764)
2.48 6.40E5514603 (4589765)
2.32 3.86E5514604 (4589766)
2.50 3.09E5514605 (4589767)
1.52 1.34E5514606 (4589768)
2.82 0.161E5514607 (4589769)
2.60 0.646E5514608 (4589770)
4.18 0.064E5514609 (4589771)
0.10 0.039E5514610 (4589772)
3.30 0.045E5514611 (4589773)
3.36 0.018E5514612 (4589774)
3.38 0.070E5514613 (4589775)
3.56 0.230E5514614 (4589776)
3.42 0.007E5514615 (4589777)
3.38 0.009E5514616 (4589778)
3.24 0.226E5514617 (4589779)
3.42 <0.001E5514618 (4589780)
1.94 0.001E5514619 (4589781)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U740735

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 26, 2013 DATE REPORTED: Aug 09, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514593 2.28 2.48 8.4% E5514605 3.09 3.12 1.0% E5514618 < 0.001 < 0.001 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U740735
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E) CRM #2 (GS7E) CRM #3 (1P5F)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 7.4 7.3 99% 90% - 110% 7.4 7.1 96% 90% - 110% 1.40 1.34 96% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U740735
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Au-Grav GRAVIMETRIC

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U740735

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Aug 30, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U748128AGAT WORK ORDER:

ATTENTION TO: Craig Todd

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.52 0.302E5512698 (4657796)
2.74 0.098E5512699 (4657797)
2.14 0.290E5512700 (4657798)
2.18 0.197E5512701 (4657800)
2.68 0.334E5512702 (4657801)
2.34 0.399E5512703 (4657802)
2.88 0.470E5512704 (4657803)
3.20 1.39E5512705 (4657804)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 16, 2013

Certificate of Analysis

ATTENTION TO: Craig ToddCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U748128

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 16, 2013 DATE REPORTED: Aug 30, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5512698 0.302 0.312 3.3%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748128
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F)

Parameter Expect Actual Recovery Limits

Au 1.40 1.49 107% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: Craig Todd

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U748128
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U748128

Method Summary

ATTENTION TO: Craig Todd
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 5

Aug 06, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U740737AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 5

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.66 0.016E5512631 (4589832)
3.30 0.029E5512632 (4589834)
2.54 0.025E5512633 (4589835)
2.52 0.023E5512634 (4589837)
3.96 0.003E5512635 (4589838)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 26, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U740737

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Jul 26, 2013 DATE REPORTED: Aug 06, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1

Parameter Sample ID Original Replicate RPD

Au E5512631 0.016 0.016 0.0%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U740737
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 3 of 5



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (GS7E)

Parameter Expect Actual Recovery Limits

Au 7.4 8.1 109% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U740737
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 4 of 5



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U740737

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 5 of 5



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Aug 19, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U743149AGAT WORK ORDER:

ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.52 0.010E5512636 (4611191)
3.20 0.250E5512637 (4611192)
3.24 0.028E5512638 (4611193)
1.36 0.001E5512639 (4611194)
3.36 0.014E5512640 (4611195)
3.32 0.020E5512641 (4611196)
2.98 0.002E5512642 (4611197)
3.42 0.002E5512643 (4611198)
3.00 0.003E5512644 (4611199)
3.14 0.005E5512645 (4611200)
3.30 0.041E5512646 (4611201)
3.16 0.804E5512647 (4611202)
3.10 0.077E5512648 (4611203)
0.10 0.840E5512649 (4611204)
3.14 0.072E5512650 (4611205)
3.08 0.085E5512651 (4611206)
3.02 0.060E5512652 (4611207)
3.14 0.022E5512653 (4611208)
3.12 0.022E5512654 (4611209)
2.74 0.068E5512655 (4611210)
1.66 0.012E5512656 (4611211)
2.16 0.156E5512657 (4611212)
2.04 1.07E5512658 (4611213)
1.26 0.001E5512659 (4611214)
2.08 0.120E5512660 (4611215)
2.02 0.198E5512661 (4611216)
1.62 0.318E5512662 (4611217)
2.54 0.044E5512663 (4611218)
2.14 0.046E5512664 (4611219)
2.98 0.050E5512665 (4611220)
1.92 0.026E5512666 (4611221)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 02, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U743149

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 01, 2013 DATE REPORTED: Aug 19, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.84 0.335E5512667 (4611222)
3.14 0.010E5512668 (4611223)
0.08 0.889E5512669 (4611224)
2.94 0.083E5512670 (4611225)
2.80 0.039E5512671 (4611226)
3.22 0.289E5512672 (4611227)
3.56 0.052E5512673 (4611228)
3.42 0.034E5512674 (4611229)
3.54 0.009E5512675 (4611230)
1.76 0.159E5512676 (4611231)
2.20 0.046E5512677 (4611232)
2.86 0.223E5512678 (4611233)
1.60 0.002E5512679 (4611234)
3.40 0.211E5512680 (4611235)
3.64 0.013E5512681 (4611236)
3.48 0.042E5512682 (4611237)
3.28 <0.001E5512683 (4611238)
3.14 0.096E5512685 (4611239)
2.84 0.063E5512686 (4611240)
2.16 0.025E5512687 (4611241)
2.06 0.234E5512688 (4611242)
1.88 0.275E5512689 (4611243)
0.94 0.046E5512690 (4611244)
2.42 0.112E5512691 (4611245)
0.08 1.43E5512692 (4611246)
0.80 0.034E5512693 (4611247)
2.82 0.037E5512694 (4611248)
3.32 0.030E5512695 (4611249)
3.00 0.005E5512696 (4611250)
3.04 0.009E5512697 (4611251)
3.54 0.080E5512684 (4612671)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 02, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U743149

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 01, 2013 DATE REPORTED: Aug 19, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 02, 2013

Certificate of Analysis

ATTENTION TO: SOPHIE CHARTRANDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U743149

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 01, 2013 DATE REPORTED: Aug 19, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 4 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3 REPLICATE #4

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5512636 0.010 0.007 E5512648 0.077 0.081 5.1% E5512661 0.198 0.210 5.9% E5512673 0.0519 0.0420 21.1%

REPLICATE #5

Parameter Sample ID Original Replicate RPD

Au E5512687 0.0251 0.0194 25.6%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U743149
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 5 of 7



Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14) CRM #3 (GS7E) CRM #4 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.34 96% 90% - 110% 0.792 0.76 96% 90% - 110% 7.4 7.4 100% 90% - 110% 0.792 0.765 97% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: SOPHIE CHARTRAND

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U743149
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT Page 6 of 7



Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U743149

Method Summary

ATTENTION TO: SOPHIE CHARTRAND
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7



CLIENT NAME: ST ANDREW GOLDFIELDS LTD
HIGHWAY 101 EAST
MATHESON, ON   P0K1N0    
(705) 567-4862

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Yufei Chen, AnalystSOLID ANALYSIS REVIEWED BY:

DATE REPORTED:

PAGES (INCLUDING COVER): 7

Aug 21, 2013

Should you require any information regarding this analysis please contact your client services representative at (905) 501-9998

13U744527AGAT WORK ORDER:

ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP

Laboratories (V1) Page 1 of 7

All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

1.80 0.921E5514625 (4626500)
2.00 0.684E5514626 (4626501)
2.26 0.409E5514627 (4626502)
2.10 0.081E5514628 (4626503)
2.36 0.067E5514629 (4626504)
1.52 0.003E5514630 (4626505)
2.28 0.015E5514631 (4626506)
2.32 0.013E5514632 (4626507)
2.44 0.008E5514633 (4626508)
2.24 0.144E5514634 (4626509)
2.52 0.102E5514635 (4626510)
2.10 0.005E5514636 (4626511)
2.24 0.013E5514637 (4626512)
3.52 0.024E5514638 (4626513)
3.46 0.059E5514639 (4626514)
0.10 0.801E5514640 (4626515)
3.50 0.013E5514641 (4626516)
3.36 0.027E5514642 (4626517)
3.38 0.092E5514643 (4626518)
2.14 0.035E5514644 (4626519)
1.16 1.33E5514645 (4626520)
2.28 0.446E5514646 (4626521)
2.26 0.017E5514647 (4626522)
1.08 0.071E5514648 (4626523)
0.86 0.004E5514649 (4626524)
1.16 0.191E5514650 (4626525)
3.36 0.013E5514651 (4626526)
3.32 0.050E5514652 (4626527)
3.50 0.050E5514653 (4626528)
2.24 0.102E5514654 (4626529)
1.70 0.020E5514655 (4626530)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 07, 2013

Certificate of Analysis

ATTENTION TO: CRAIG TODDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U744527

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 07, 2013 DATE REPORTED: Aug 21, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 2 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

2.32 0.025E5514656 (4626531)
2.42 0.012E5514657 (4626532)
2.66 0.006E5514658 (4626533)
2.04 0.022E5514659 (4626534)
0.10 0.968E5514660 (4626535)
2.24 0.045E5514661 (4626536)
1.82 0.028E5514662 (4626537)
2.24 0.099E5514663 (4626538)
2.40 0.024E5514664 (4626539)
2.08 0.004E5514665 (4626540)
2.30 0.008E5514666 (4626541)
2.90 0.003E5514667 (4626542)
3.20 0.003E5514668 (4626543)
3.54 0.007E5514669 (4626544)
1.48 0.006E5514670 (4626545)
3.52 0.898E5514671 (4626546)
3.12 0.489E5514672 (4626547)
2.04 0.014E5514673 (4626548)
2.24 0.013E5514674 (4626549)
2.46 0.043E5514675 (4626550)
1.82 0.029E5514676 (4626551)
2.46 0.010E5514677 (4626552)
2.28 0.303E5514678 (4626553)
3.40 0.512E5514679 (4626554)
0.10 1.45E5514680 (4626555)
3.46 0.036E5514681 (4626556)
3.38 0.045E5514682 (4626557)
3.26 0.342E5514683 (4626558)
2.00 1.21E5514684 (4626559)
1.66 0.079E5514685 (4626560)
2.02 0.201E5514686 (4626561)

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 07, 2013

Certificate of Analysis

ATTENTION TO: CRAIG TODDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U744527

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 07, 2013 DATE REPORTED: Aug 21, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
Page 3 of 7



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:
Sample ID (AGAT ID) RDL: 0.01 0.001

3.20 0.108E5514687 (4626562)
2.84 0.012E5514688 (4626563)
3.00 0.040E5514689 (4626564)
1.36 <0.001E5514690 (4626565)
3.30 0.048E5514691 (4626566)
2.86 0.023E5514692 (4626567)
2.84 0.010E5514693 (4626568)
3.14 0.013E5514694 (4626569)
1.96 0.139E5514695 (4626570)
1.78 0.298E5514696 (4626571)
3.36 0.014E5514697 (4626572)
3.06 0.028E5514698 (4626573)
1.24 0.037E5514699 (4626574)
2.10 0.187E5514700 (4626575)
0.08 2.02E5514701 (4626576)
2.18 0.147E5514702 (4626577)
1.12 0.027E5514703 (4626578)
2.40 0.120E5514704 (4626579)
2.26 0.024E5514705 (4626580)
2.60 0.017E5514706 (4626581)
1.12 0.016E5514707 (4626582)
2.50 0.020E5514708 (4626583)
2.74 0.019E5514709 (4626584)

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Aug 07, 2013

Certificate of Analysis

ATTENTION TO: CRAIG TODDCLIENT NAME: ST ANDREW GOLDFIELDS LTD

AGAT WORK ORDER: 13U744527

Fire Assay - Trace Au, ICP-OES finish (202052)
DATE SAMPLED: Aug 07, 2013 DATE REPORTED: Aug 21, 2013 SAMPLE TYPE: Drill Core     

PROJECT NO: HISLOP

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

CERTIFICATE OF ANALYSIS (V1)

Certified By:
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Fire Assay - Trace Au, ICP-OES finish (202052)
REPLICATE #1 REPLICATE #2 REPLICATE #3

Parameter Sample ID Original Replicate RPD Sample ID Original Replicate RPD Sample ID Original Replicate RPD

Au E5514662 0.028 0.023 19.6% E5514637 0.013 0.022 E5514687 0.108 0.099 8.7%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U744527
Quality Assurance - Replicate 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com
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Fire Assay - Trace Au, ICP-OES finish (202052)
CRM #1 (1P5F) CRM #2 (CM14)

Parameter Expect Actual Recovery Limits Expect Actual Recovery Limits

Au 1.40 1.34 96% 90% - 110% 0.792 0.737 93% 90% - 110%

Results relate only to the items tested and to all the items tested

CLIENT NAME: ST ANDREW GOLDFIELDS LTD ATTENTION TO: CRAIG TODD

PROJECT NO: HISLOP
AGAT WORK ORDER: 13U744527
Quality Assurance - Certified Reference materials 5623 McADAM ROAD

MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com
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Solid Analysis
Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006 BUGBEE, E:  A Textbook of Fire 
Assaying ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 13U744527

Method Summary

ATTENTION TO: CRAIG TODD
CLIENT NAME: ST ANDREW GOLDFIELDS LTD
PROJECT NO: HISLOP

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com
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ON 
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IN 

 

Hislop Township 

 

For 

 

ST ANDREW GOLDFIELDS LTD 
 

 

 



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
H13-001              E5487070 Blank 0.003 0.0015 0.08 0 13U699094 March-28-2013
H13-001              E5487080 OR-204 1.01 1.043 1.158 0.927 13U699094 March-28-2013
H13-001              E5487090 Blank 0.015 0.0015 0.08 0 13U699094 March-28-2013
H13-001              E5487100 OR-502 0.512 0.491 0.551 0.431 13U699094 March-28-2013
H13-001              E5487140 Blank 0.001 1.52 1.72 1.32 13U699094 March-28-2013
H13-001              E5487150 OR-6Pc 1.43 0.0015 0.08 0 13U699094 March-28-2013
H13-001              E5487160 OR-203 0.873 0.871 0.961 0.781 13U699094 March-28-2013
H13-001              E5487170 Blank 0.002 0.0015 0.08 0 13U699094 March-28-2013
H13-001              E5487180 OR-151a 0.042 0.043 0.049 0.037 13U699094 March-28-2013
H13-001              E5487190 Blank 0.003 0.0015 0.08 0 13U699094 March-28-2013
H13-001              E5487200 OR-6Pc 1.4 1.52 1.72 1.32 13U699094 March-28-2013
H13-001              E5487210 Blank 0.004 0.0015 0.08 0 13U699094 March-28-2013
H13-001              E5487220 OR-204 1.02 1.043 1.158 0.927 13U699094 March-28-2013
H13-001              E5487230 Blank 0.004 0.0015 0.08 0 13U691531 March-11-2013
H13-001              E5487241 OR-151a 0.04 0.043 0.049 0.037 13U691531 March-11-2013
H13-002 E5698289 Blank 0.005 0.0015 0.08 0 14U799767 January-22-2014
H13-002 E5698297 OR-201 0.511 0.514 0.565 0.463 14U799767 January-22-2014
H13-002 E5698306 Blank 0.006 0.0015 0.08 0 14U799767 January-22-2014
H13-002 E5698321 OR-204 0.993 1.043 1.158 0.927 14U799767 January-22-2014
H13-002 E5698328 Blank 0.003 0.0015 0.08 0 14U799767 January-22-2014
H13-002 E5698338 OR-201 0.497 0.514 0.565 0.463 14U799767 January-22-2014
H13-002 E5698348 Blank 0.002 0.0015 0.08 0 14U799767 January-22-2014
H13-002 E5698357 OR-204 1 1.043 1.158 0.927 14U799767 January-22-2014
H13-002 E5698369 Blank 0.005 0.0015 0.08 0 14U799767 January-22-2014
H13-002 E5698378 OR-16b 2.11 2.21 2.42 2 14U799767 January-22-2014
H13-002              364123 Blank 0.004 0.0015 0.08 0 13U686924 February-14-2013
H13-002              364127 OR-204 0.98 1.043 1.158 0.927 13U686924 February-14-2013
H13-002              364135 Blank 0.005 0.0015 0.08 0 13U686924 February-14-2013
H13-002              364145 OR-15h 1.02 1.019 1.094 0.944 13U688968 February-27-2013
H13-002              364156 Blank 0.005 0.0015 0.08 0 13U688968 Febrauary-27-2013
H13-002              364167 OR-16b 2.24 2.21 2.42 2 13U688968 February-27-2013
H13-002              364175 Blank 0.007 0.0015 0.08 0 13U688968 Febrauary-27-2013
H13-002              364185 OR-66a 1.25 1.24 1.4 1.08 13U688968 February-27-2013
H13-002              364195 Blank 0.005 0.0015 0.08 0 13U688968 Febrauary-27-2013
H13-002              364207 OR-15h 1.02 1.019 1.094 0.944 13U688968 February-27-2013
H13-002              364217 Blank 0.04 0.0015 0.08 0 13U688968 Febrauary-27-2013
H13-002              364227 OR-204 1.03 1.043 1.158 0.927 13U688968 February-27-2013
H13-003A           E5489072 Blank 0.001 0.0015 0.08 0 13U755345 September-19-2013
H13-003A           E5489080 OR-502 0.48 0.491 0.551 0.431 13U755345 September-19-2013
H13-003A           E5489090 Blank 0.092 0.0015 0.08 0 13U688938 February-25-2013
H13-003A           E5489100 OR-62c 8.47 8.79 9.42 8.15 13U688938 February-25-2013
H13-003A           E5489160 OR-204 1.03 1.043 1.158 0.927 13U755367 September-19-2013
H13-003A           E5489180 OR-502 0.475 0.491 0.551 0.431 13U703101 April-16-2013
H13-003A           E5489190 Blank 0.009 0.0015 0.08 0 13U703101 April-16-2013
H13-003A           E5489200 OR-151a 0.04 0.043 0.049 0.037 13U703101 April-16-2013
H13-003A           E5489210 Blank 0.012 0.0015 0.08 0 13U703101 April-16-2013
H13-003A           E5489220 OR-203 0.885 0.871 0.961 0.781 13U703101 April-16-2013
H13-003A           E5489230 Blank 0.062 0.0015 0.08 0 13U703101 April-16-2013
H13-003A           E5489242 OR-204 0.979 1.043 1.158 0.927 13U703101 April-16-2013
H13-004              E5491089 Blank 0.004 0.0015 0.08 0 13U703096 April-18-2013
H13-004              E5491099 OR-16b 2.1 2.21 2.42 2 13U703096 April-18-2013
H13-004              E5491106 Blank 0.004 0.0015 0.08 0 13U703096 April-18-2013
H13-004              E5491118 OR-15h 0.926 1.019 1.094 0.944 13U703096 April-18-2013
H13-004              E5491129 Blank 0.025 0.0015 0.08 0 13U703096 April-18-2013
H13-004              E5491138 OR-16b 2.02 2.21 2.42 2 13U703096 April-18-2013
H13-004              E5491148 Blank 0.008 0.0015 0.08 0 13U703096 April-18-2013
H13-004              E5491158 OR-6Pc 1.34 1.52 1.72 1.32 13U703096 April-18-2013
H13-004              E5491168 Blank 0.018 0.0015 0.08 0 13U703096 April-18-2013
H13-004              E5491178 OR-204 1.03 1.043 1.158 0.927 13U703096 April-18-2013
H13-004              E5491189 Blank 0.0005 0.0015 0.08 0 13U703096 April-18-2013
H13-004              E5491200 OR-15h 0.94 1.019 1.094 0.944 13U703096 April-18-2013



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
H13-004              E5491208 Blank 0.0003 0.0015 0.08 0 13U703119 April-17-2013
H13-004              E5491216 OR-502 0.491 0.551 0.431 13U703119 April-17-2013
H13-005              362124 Blank 0.001 0.0015 0.08 0 13U686920 February-14-2013
H13-005              362135 OR-15h 0.98 1.019 1.094 0.944 13U688960 Febraury-26-2013
H13-005              362145 Blank 0.0005 0.0015 0.08 0 13U688960 Febraury-26-2013
H13-005              362155 OR-66a 1.12 1.24 1.4 1.08 13U688960 Febraury-26-2013
H13-005              362165 Blank 0.024 0.0015 0.08 0 13U688960 Febraury-26-2013
H13-005              362175 OR-6Pc 1.42 1.52 1.72 1.32 13U688960 Febraury-26-2013
H13-005              362185 Blank 0.002 0.0015 0.08 0 13U688960 Febraury-26-2013
H13-005              362195 OR-15h 0.942 1.019 1.094 0.944 13U691344 March-08-2013
H13-005              362205 Blank 0.003 0.0015 0.08 0 13U686931 February-26-2013
H13-005              362215 OR-10c 6.79 6.6 7.08 6.12 13U686931 February-26-2013
H13-005              362225 Blank 0.048 0.0015 0.08 0 13U686931 February-26-2013
H13-005              362235 OR-62c 8.28 8.79 9.42 8.15 13U686931 February-26-2013
H13-005              362245 Blank 0.006 0.0015 0.08 0 13U686931 February-26-2013
H13-005              362255 OR-6Pc 1.28 1.52 1.72 1.32 13U686931 February-26-2013
H13-005              362265 Blank 0.0005 0.0015 0.08 0 13U691344 March-08-2013
H13-005              362275 OR-66a 1.12 1.24 1.4 1.08 13U691344 March-08-2013
H13-005              362285 Blank 0.0005 0.0015 0.08 0 13U691344 March-08-2013
H13-005              362295 OR-6Pc 1.39 1.52 1.72 1.32 13U691344 March-08-2013
H13-005              362305 Blank 0.002 0.0015 0.08 0 13U686931 February-26-2013
H13-005              362315 OR-66a 1.2 1.24 1.4 1.08 13U691344 March-08-2013
H13-005              362325 Blank 0.001 0.0015 0.08 0 13U691344 March-08-2013
H13-005              362335 OR-6Pc 1.39 1.52 1.72 1.32 13U691344 March-08-2013
H13-005              362345 Blank 0.003 0.0015 0.08 0 13U691344 March-08-2013
H13-005              362355 OR-15h 0.932 1.019 1.094 0.944 13U691344 March-08-2013
H13-005              362365 Blank 0.01 0.0015 0.08 0 13U691344 March-08-2013
H13-006              362093 Blank 0.008 0.0015 0.08 0 13U691382 March-6-2013
H13-006              362100 OR-66a 1.19 1.24 1.4 1.08 13U691382 March-6-2013
H13-007              E5491309 Blank 0.003 0.0015 0.08 0 13U706024 April-29-2013
H13-007              E5491319 OR-15h 0.996 1.019 1.094 0.944 13U706024 April-29-2013
H13-007              E5491329 Blank 0.002 0.0015 0.08 0 13U706024 April-29-2013
H13-007              E5491339 OR-203 0.869 0.871 0.961 0.781 13U706024 April-29-2013
H13-007              E5491349 Blank 0.002 0.0015 0.08 0 13U706024 April-29-2013
H13-007              E5491359 OR-502 0.494 0.491 0.551 0.431 13U706024 April-29-2013
H13-007              E5491369 Blank 0.081 0.0015 0.08 0 13U706024 April-29-2013
H13-007              E5491379 OR-204 1.02 1.043 1.158 0.927 13U706024 April-29-2013
H13-007              E5491389 Blank 0.002 0.0015 0.08 0 13U706024 April-29-2013
H13-007              E5491399 OR-151a 0.041 0.043 0.049 0.037 13U706024 April-29-2013
H13-007              E5491409 Blank 0.008 0.0015 0.08 0 13U707287 April-29-2013
H13-007              E5491419 OR-151a 0.042 0.043 0.049 0.037 13U707287 April-29-2013
H13-007              E5491429 Blank 0.003 0.0015 0.08 0 13U707287 April-29-2013
H13-007              E5491439 OR-66a 1.16 1.24 1.4 1.08 13U707287 April-29-2013
H13-007              E5491449 Blank 0.003 0.0015 0.08 0 13U697322 March-25-2013
H13-007              E5491459 OR-16b 2.01 2.21 2.42 2 13U697322 March-25-2013
H13-007              E5491469 Blank 0.011 0.0015 0.08 0 13U697322 March-25-2013
H13-007              E5491479 OR-67a 2.12 2.238 2.526 1.95 13U697322 March-25-2013
H13-007              E5491489 Blank 0.013 0.0015 0.08 0 13U755328 September-23-2013
H13-007              E5491499 OR-203 0.909 0.871 0.961 0.781 13U755328 September-23-2013
H13-007              E5491509 Blank 0.004 0.0015 0.08 0 13U755328 September-23-2013
H13-007              E5491519 OR-502 0.493 0.491 0.551 0.431 13U755328 September-23-2013
H13-007              E5491529 Blank 0.01 0.0015 0.08 0 13U755328 September-23-2013
H13-007              E5491539 OR-60b 2.41 2.57 2.89 2.25 13U755328 September-23-2013
H13-007              E5491549 Blank 0.064 0.0015 0.08 0 13U755328 September-23-2013
H13-007              E5491559 OR-15h 1.03 1.019 1.094 0.944 13U755328 September-23-2013
H13-007              E5491569 Blank 0.006 0.0015 0.08 0 13U755328 September-23-2013
H13-007              E5491579 OR-502 0.486 0.491 0.551 0.431 13U755328 September-23-2013
H13-008              E5489252 Blank 0.04 0.0015 0.08 0 13U697382 March-28-2013
H13-008              E5489261 OR-203 0.893 0.871 0.961 0.781 13U697382 March-28-2013
H13-008              E5489271 Blank 0.01 0.0015 0.08 0 13U697382 March-28-2013
H13-008              E5489281 OR-151a 0.042 0.043 0.049 0.037 13U697382 March-28-2013



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
H13-008              E5489291 Blank 0.005 0.0015 0.08 0 13U697382 March-28-2013
H13-008              E5489301 OR-16b 2.26 2.21 2.42 2 13U697382 March-28-2013
H13-009              E5489314 Blank 0.002 0.0015 0.08 0 13U692855 March-12-2013
H13-009              E5489323 OR-15h 0.992 1.019 1.094 0.944 13U692855 March-12-2013
H13-009              E5489332 Blank 0.002 0.0015 0.08 0 13U692855 March-12-2013
H13-009              E5489343 OR-16b 2.11 2.21 2.42 2 13U692855 March-12-2013
H13-009              E5489356 Blank 0.002 0.0015 0.08 0 13U692855 March-12-2013
H13-009              E5489364 OR-10c 6.85 6.6 7.08 6.12 13U692855 March-12-2013
H13-009              E5489373 Blank 0.002 0.0015 0.08 0 13U692855 March-12-2013
H13-009              E5489383 OR-15h 0.942 1.019 1.094 0.944 13U692855 March-12-2013
H13-009              E5489395 Blank 0.001 0.0015 0.08 0 13U692855 March-12-2013
H13-009              E5489404 OR-502 0.46 0.491 0.551 0.431 13U692855 March-12-2013
H13-009              E5489414 Blank 0.015 0.0015 0.08 0 13U692855 March-12-2013
H13-009              E5489424 OR-204 0.97 1.043 1.158 0.927 13U692855 March-12-2013
H13-009              E5489434 Blank 0.004 0.0015 0.08 0 13U692855 March-12-2013
H13-009              E5489444 OR-151a 0.045 0.043 0.049 0.037 13U700828 April-05-2013
H13-009              E5489455 Blank 0.0005 0.0015 0.08 0 13U700828 April-05-2013
H13-009              E5489465 OR-203 0.826 0.871 0.961 0.781 13U700828 April-05-2013
H13-010 E5489475 OR-151a 0.041 0.043 0.049 0.037 13U706054 April-26-2013
H13-011 E5491230 Blank 0.002 0.0015 0.08 0 13U699098 March-28-2013
H13-011 E5491241 OR-502 0.451 0.491 0.551 0.431 13U699098 March-28-2013
H13-011 E5491250 Blank 0.003 0.0015 0.08 0 13U699098 March-28-2013
H13-011 E5491260 OR-151a 0.04 0.043 0.049 0.037 13U699098 March-28-2013
H13-011 E5491271 Blank 0.006 0.0015 0.08 0 13U699098 March-28-2013
H13-012 E5491285 Blank 0.002 0.0015 0.08 0 13U706050 April-24-2013
H13-012 E5491295 OR-203 0.833 0.871 0.961 0.781 13U706050 April-24-2013
H13-013              E5489489 Blank 0.006 0.0015 0.08 0 13U706033 April-22-2013
H13-013              E5489500 Blank 0.003 0.0015 0.08 0 13U706033 April-22-2013
H13-013              E5489509 OR-502 0.506 0.491 0.551 0.431 13U706033 April-22-2013
H13-013              E5489519 Blank 0.001 0.0015 0.08 0 13U706033 April-22-2013
H13-013              E5489529 OR-15h 0.955 1.019 1.094 0.944 13U706033 April-22-2013
H13-013              E5489539 Blank 0.001 0.0015 0.08 0 13U706033 April-22-2013
H13-013              E5489553 OR-10Pb 7.14 7.15 7.72 6.57 13U699101 April-01-2013
H13-013              E5489559 Blank 0.014 0.0015 0.08 0 13U699101 April-01-2013
H13-013              E5489571 OR-203 0.871 0.871 0.961 0.781 13U755334 September-19-2013
H13-013              E5489580 Blank 0.002 0.0015 0.08 0 13U755334 September-19-2013
H13-013              E5489589 OR-502 0.473 0.491 0.551 0.431 13U755334 September-19-2013
H13-014 E5491595 Blank 0.012 0.0015 0.08 0 13U753170 September-18-2013
H13-014 E5491605 OR-203 0.848 0.871 0.961 0.781 13U753170 September-18-2013
H13-015 E5489605 Blank 0.002 0.0015 0.08 0 13U755356 September-19-2013
H13-015 E5489613 OR-16b 2.2 2.21 2.42 2 13U755356 September-19-2013
H13-016              E5491619 Blank 0.005 0.0015 0.08 0 13U753159 September-17-2013
H13-016              E5491629 OR-16b 2.12 2.21 2.42 2 13U753159 September-17-2013
H13-016              E5491639 Blank 0.073 0.0015 0.08 0 13U703060 April-16-2013
H13-016              E5491649 OR-10c 6.7 6.6 7.08 6.12 13U703060 April-16-2013
H13-016              E5491659 Blank 0.005 0.0015 0.08 0 13U703060 April-16-2013
H13-016              E5491669 OR-15h 1 1.019 1.094 0.944 13U753159 September-17-2013
H13-016              E5491679 Blank 0.007 0.0015 0.08 0 13U753159 September-17-2013
H13-016              E5491689 OR-6Pc 1.4 1.52 1.72 1.32 13U753159 September-17-2013
H13-016              E5491699 Blank 0.004 0.0015 0.08 0 13U753159 September-17-2013
H13-016              E5491709 OR-15h 0.954 1.019 1.094 0.944 13U753159 September-17-2013
H13-016              E5491719 Blank 0.002 0.0015 0.08 0 13U753159 September-17-2013
H13-016              E5491729 OR-151a 0.042 0.043 0.049 0.037 13U753159 September-17-2013
H13-016              E5491739 Blank 0.005 0.0015 0.08 0 13U753162 September-17-2013
H13-016              E5491749 OR-67a 2.12 2.238 2.526 1.95 13U753162 September-17-2013
H13-016              E5491759 Blank 0.003 0.0015 0.08 0 13U753162 September-17-2013
H13-016              E5491770 OR-203 0.837 0.871 0.961 0.781 13U753162 September-17-2013
H13-017              E5491781 Blank 0.003 0.0015 0.08 0 13U749061 September-06-2013
H13-017              E5491792 OR-15h 1.04 1.019 1.094 0.944 13U749061 September-06-2013
H13-017              E5491801 Blank 0.018 0.0015 0.08 0 13U749061 September-06-2013
H13-017              E5491811 OR-151a 0.041 0.043 0.049 0.037 13U749061 September-06-2013



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
H13-018              E5489629 Blank 0.006 0.0015 0.08 0 13U748100 September-03-2013
H13-018              E5489639 OR-16b 2.04 2.21 2.42 2 13U748100 September-03-2013
H13-018              E5489649 Blank 0.014 0.0015 0.08 0 13U748100 September-03-2013
H13-018              E5489661 OR-151a 0.047 0.043 0.049 0.037 13U748100 September-03-2013
HP13-001 365019 Blank 0.0005 0.0015 0.08 0 13U686253 February-26-2013
HP13-001 365030 OR-151a 0.04 0.043 0.049 0.037 13U686253 February-26-2013
HP13-001 365040 Blank 0.011 0.0015 0.08 0 13U686254 February-26-2014
HP13-001 365050 OR-204 1.01 1.043 1.158 0.927 13U686253 February-26-2013
HP13-001 365060 Blank 0.0005 0.0015 0.08 0 13U686255 February-26-2015
HP13-001 365070 OR-66a 1.13 1.24 1.4 1.08 13U686253 February-26-2013
HP13-001 365080 Blank 0.002 0.0015 0.08 0 13U686256 February-26-2016
HP13-001 365090 OR-502 0.449 0.491 0.551 0.431 13U686253 February-26-2013
HP13-001 365100 Blank 0.0005 0.0015 0.08 0 13U686257 February-26-2017
HP13-002 E5491065 Blank 0.012 0.0015 0.08 0 13U691364 March-07-2013
HP13-002 E5491075 OR-15h 0.879 1.019 1.094 0.944 13U691364 March-07-2013
HP13-002A         362410 Blank 0.001 0.0015 0.08 0 13U695653 March-18-2013
HP13-002A         362420 OR-204 1.45 1.043 1.158 0.927 13U695653 March-18-2013
HP13-002A         362431 Blank 0.004 0.0015 0.08 0 13U695653 March-18-2013
HP13-002A         362441 OR-502 0.509 0.491 0.551 0.431 13U695653 March-18-2013
HP13-002A         362449 Blank 0.00175 0.0015 0.08 0 13U695653 March-18-2013
HP13-002A         362460 OR-203 0.826 0.871 0.961 0.781 13U695653 March-18-2013
HP13-002A         362471 Blank 0.004 0.0015 0.08 0 13U695653 March-18-2013
HP13-002A         362482 OR-10Pb 7.79 7.15 7.72 6.57 13U695653 March-18-2013
HP13-002A         362493 Blank 0.003 0.0015 0.08 0 13U695653 March-18-2013
HP13-002A         362500 OR-15h 0.996 1.019 1.094 0.944 13U695653 March-18-2013
HP13-002A         362509 Blank 0.012 0.0015 0.08 0 13U695653 March-18-2013
HP13-002A         362521 OR-16b 2.18 2.21 2.42 2 13U688948 February-26-2013
HP13-002A         362530 Blank 0.01 0.0015 0.08 0 13U688948 February-26-2013
HP13-002A         365121 Blank 0.014 0.0015 0.08 0 13U695653 March-18-2013
HP13-002A         365132 OR-204 0.954 1.043 1.158 0.927 13U695653 March-18-2013
HP13-002A         365143 Blank 0.008 0.0015 0.08 0 13U695653 March-18-2013
HP13-002A         365150 OR-15h 0.941 1.019 1.094 0.944 13U695653 March-18-2013
HP13-002A         365330 Blank 0.021 0.0015 0.08 0 13U688948 February-26-2013
HP13-002A         365340 OR-204 0.979 1.043 1.158 0.927 13U695653 March-18-2013
HP13-002A         365350 Blank 0.011 0.0015 0.08 0 13U695653 March-18-2013
HP13-002A         365360 OR-68a 3.36 3.89 4.33 3.45 13U695653 March-18-2013
HP13-002A         365370 Blank 0.007 0.0015 0.08 0 13U695653 March-18-2013
HP13-002A         365380 OR-15h 0.99 1.019 1.094 0.944 13U695653 March-18-2013
HP13-002A         365390 Blank 0.002 0.0015 0.08 0 13U695653 March-18-2013
HP13-002A         365400 OR-15h 0.959 1.019 1.094 0.944 13U695653 March-18-2013
HP13-003           E5487250 Blank 0.002 0.0015 0.08 0 13U697329 March-22-2013
HP13-003           E5487258 OR-18c 3.75 3.52 3.84 3.2 13U697329 March-22-2013
HP13-003           E5487269 Blank 0.002 0.0015 0.08 0 13U697329 March-22-2013
HP13-003           E5487279 OR-203 0.876 0.871 0.961 0.781 13U697329 March-22-2013
HP13-003           E5487287 Blank 0.004 0.0015 0.08 0 13U697329 March-22-2013
HP13-003           E5487298 OR-6Pc 1.25 1.52 1.72 1.32 13U705263 April-26-2013
HP13-003           E5487308 Blank 0.001 0.0015 0.08 0 13U705263 April-26-2013
HP13-003           E5487318 OR-15h 0.995 1.019 1.094 0.944 13U705263 April-26-2013
HP13-003           E5487329 Blank 0.006 0.0015 0.08 0 13U705263 April-26-2013
HP13-003           E5487338 OR-68a 3.95 3.89 4.33 3.45 13U705263 April-26-2013
HP13-003           E5487349 Blank 0.002 0.0015 0.08 0 13U705263 April-26-2013
HP13-003           E5487358 OR-203 0.883 0.871 0.961 0.781 13U705263 April-26-2013
HP13-003           E5487369 Blank 0.005 0.0015 0.08 0 13U705263 April-26-2013
HP13-003           E5487378 OR-15h 0.994 1.019 1.094 0.944 13U705263 April-26-2013
HP13-003           E5487388 Blank 0.007 0.0015 0.08 0 13U705263 April-26-2013
HP13-003           E5487397 OR-6Pc 1.51 1.52 1.72 1.32 13U705263 April-26-2013
HP13-003           E5487408 Blank 0.006 0.0015 0.08 0 13U705263 April-26-2013
HP13-003           E5487419 OR-15h 0.987 1.019 1.094 0.944 13U705263 April-26-2013
HP13-004           E5487425 Blank 0.007 0.0015 0.08 0 13U713937 May-17-2013
HP13-004           E5487435 OR-66a 1.23 1.24 1.4 1.08 13U713937 May-17-2013
HP13-004           E5487445 Blank 0.0037 0.0015 0.08 0 13U713937 May-17-2013



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
HP13-004           E5487455 OR-204 1 1.043 1.158 0.927 13U713937 May-17-2013
HP13-004           E5487465 Blank 0.002 0.0015 0.08 0 13U713937 May-17-2013
HP13-004           E5487475 OR-15h 1.01 1.019 1.094 0.944 13U713937 May-17-2013
HP13-004           E5487485 OR-502 0.497 0.491 0.551 0.431 13U713937 May-17-2013
HP13-004           E5487495 Blank 0.003 0.0015 0.08 0 13U713937 May-17-2013
HP13-004           E5487505 OR-203 0.797 0.871 0.961 0.781 13U713937 May-17-2013
HP13-004           E5487515 Blank 0.007 0.0015 0.08 0 13U713937 May-17-2013
HP13-004           E5487520 Blank 0.002 0.0015 0.08 0 13U692869 March-08-2013
HP13-004           E5487527 OR-68a 3.77 3.89 4.33 3.45 13U692869 March-08-2013
HP13-004           E5487535 Blank 0.002 0.0015 0.08 0 13U692869 March-08-2013
HP13-005           E5487550 Blank 0.0035 0.0015 0.08 0 13U707295 April-29-2013
HP13-005           E5487560 OR-203 0.857 0.871 0.961 0.781 13U709898 May-06-2013
HP13-005           E5487570 Blank 0.0005 0.0015 0.08 0 13U709898 May-06-2013
HP13-005           E5487581 OR-151a 0.039 0.043 0.049 0.037 13U709898 May-06-2013
HP13-005           E5487590 Blank 0.013 0.0015 0.08 0 13U711833 May-13-2013
HP13-005           E5487600 OR-15h 0.99 1.019 1.094 0.944 13U711833 May-13-2013
HP13-005           E5487610 Blank 0.002 0.0015 0.08 0 13U711833 May-13-2013
HP13-005           E5487620 OR-502 0.473 0.491 0.551 0.431 13U711833 May-13-2013
HP13-005           E5487630 Blank 0.003 0.0015 0.08 0 13U711833 May-13-2013
HP13-005           E5487640 OR-204 1.03 1.043 1.158 0.927 13U711833 May-13-2013
HP13-005           E5487650 Blank 0.007 0.0015 0.08 0 13U711833 May-13-2013
HP13-005           E5487660 OR-203 0.841 0.871 0.961 0.781 13U711833 May-13-2013
HP13-005           E5487670 Blank 0.011 0.0015 0.08 0 13U711833 May-13-2013
HP13-005           E5487680 OR-151a 0.041 0.043 0.049 0.037 13U711833 May-13-2013
HP13-005           E5487690 Blank 0.004 0.0015 0.08 0 13U711833 May-13-2013
HP13-005           E5487701 OR-15h 0.998 1.019 1.094 0.944 13U711833 May-13-2013
HP13-005           E5487710 Blank 0.004 0.0015 0.08 0 13U711833 May-13-2013
HP13-005           E5487720 OR-6Pc 1.41 1.52 1.72 1.32 13U711833 May-13-2013
HP13-005           E5487730 Blank 0.004 0.0015 0.08 0 13U711833 May-13-2013
HP13-005           E5487740 OR-66a 1.22 1.24 1.4 1.08 13U711833 May-13-2013
HP13-005           E5487750 Blank 0.011 0.0015 0.08 0 13U711923 May-10-2013
HP13-005           E5487760 OR-16b 2.32 2.21 2.42 2 13U711923 May-10-2013
HP13-005           E5487770 Blank 0.005 0.0015 0.08 0 13U711923 May-10-2013
HP13-005           E5487780 OR-6Pc 1.35 1.52 1.72 1.32 13U711923 May-10-2013
HP13-005           E5487790 Blank 0.004 0.0015 0.08 0 13U711923 May-10-2013
HP13-005           E5487800 OR-67a 2.18 2.238 2.526 1.95 13U705278 April-23-2013
HP13-005           E5487810 Blank 0.006 0.0015 0.08 0 13U705278 April-23-2013
HP13-005           E5487820 OR-204 0.946 1.043 1.158 0.927 13U705278 April-23-2013
HP13-005           E5487830 Blank 0.002 0.0015 0.08 0 13U705278 April-23-2013
HP13-005           E5487840 OR-502 0.461 0.491 0.551 0.431 13U705278 April-23-2013
HP13-005           E5487850 Blank 0.002 0.0015 0.08 0 13U705278 April-23-2013
HP13-006           E5487855 Blank 0.001 0.0015 0.08 0 13U714863 May-23-2013
HP13-006           E5487865 OR-15h 0.95 1.019 1.094 0.944 13U714863 May-23-2013
HP13-006           E5487875 Blank 0.01 0.0015 0.08 0 13U714863 May-23-2013
HP13-006           E5487885 OR-66a 1.14 1.24 1.4 1.08 13U714863 May-23-2013
HP13-006           E5487895 Blank 0.014 0.0015 0.08 0 13U714863 May-23-2013
HP13-006           E5487906 OR-16b 2.1 2.21 2.42 2 13U714863 May-23-2013
HP13-006           E5487916 Blank 0.002 0.0015 0.08 0 13U714863 May-23-2013
HP13-006           E5487926 OR-204 0.996 1.043 1.158 0.927 13U714863 May-23-2013
HP13-006           E5487936 Blank 0.003 0.0015 0.08 0 13U714863 May-23-2013
HP13-006           E5487946 OR-502 0.489 0.491 0.551 0.431 13U714863 May-23-2013
HP13-006           E5487956 Blank 0.012 0.0015 0.08 0 13T717070 June-04-2013
HP13-006           E5487966 OR-16b 2.1 2.21 2.42 2 13T717070 June-04-2013
HP13-006           E5487976 Blank 0.024 0.0015 0.08 0 13T717070 June-04-2013
HP13-006           E5487986 OR-6Pc 1.32 1.52 1.72 1.32 13U718931 June-10-2013
HP13-006           E5487996 Blank 0.006 0.0015 0.08 0 13U718931 June-10-2013
HP13-006           E5488006 OR-16b 1.96 2.21 2.42 2 13U719573 June-17-2013
HP13-006           E5488016 Blank 0.004 0.0015 0.08 0 13U719573 June-17-2013
HP13-006           E5488026 OR-203 0.853 0.871 0.961 0.781 13U719573 June-17-2013
HP13-006           E5488036 OR-204 1.03 1.043 1.158 0.927 13U719573 June-17-2013
HP13-006           E5488046 Blank 0.003 0.0015 0.08 0 13U719573 June-17-2013



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
HP13-006           E5488056 OR-6Pc 1.47 1.52 1.72 1.32 13U719573 June-17-2013
HP13-006           E5488066 Blank 0.003 0.0015 0.08 0 13U719573 June-17-2013
HP13-006           E5488078 OR-502 0.472 0.491 0.551 0.431 13U719573 June-17-2013
HP13-007 E5492456 Blank 0.015 0.0015 0.08 0 13U707317 April-29-2013
HP13-007           E5488364 Blank 0.012 0.0015 0.08 0 13U699091 April-03-2013
HP13-007           E5488374 OR-16b 2.24 2.21 2.42 2 13U699091 April-03-2013
HP13-007           E5488384 Blank 0.014 0.0015 0.08 0 13U699091 April-03-2013
HP13-007           E5488395 OR-60b 2.39 2.57 2.89 2.25 13U699091 April-03-2013
HP13-007           E5488404 Blank 0.002 0.0015 0.08 0 13U699091 April-03-2013
HP13-007           E5488414 OR-15h 0.994 1.019 1.094 0.944 13U699091 April-03-2013
HP13-007           E5488424 Blank 0.022 0.0015 0.08 0 13U699091 April-03-2013
HP13-007           E5488435 OR-18c 3.33 3.52 3.84 3.2 13U699091 April-03-2013
HP13-007           E5488446 Blank 0.009 0.0015 0.08 0 13U699091 April-03-2013
HP13-007           E5488455 OR-60b 2.43 2.57 2.89 2.25 13U699091 April-03-2013
HP13-007           E5488464 Blank 0.003 0.0015 0.08 0 13U699091 April-03-2013
HP13-007           E5488474 OR-502 0.478 0.491 0.551 0.431 13U699091 April-03-2013
HP13-007           E5488484 Blank 0.007 0.0015 0.08 0 13U699091 April-03-2013
HP13-007           E5488494 OR-15h 0.978 1.019 1.094 0.944 13U699091 April-03-2013
HP13-007           E5488503 Blank 0.022 0.0015 0.08 0 13U700845 April-11-2013
HP13-007           E5488514 OR-204 1.04 1.043 1.158 0.927 13U700845 April-11-2013
HP13-007           E5488524 Blank 0.001 0.0015 0.08 0 13U700845 April-11-2013
HP13-007           E5488534 OR-502 0.49 0.491 0.551 0.431 13U700845 April-11-2013
HP13-007           E5488544 Blank 0.003 0.0015 0.08 0 13U700845 April-11-2013
HP13-007           E5488555 OR-15h 1.04 1.019 1.094 0.944 13U700845 April-11-2013
HP13-007           E5488564 Blank 0.003 0.0015 0.08 0 13U700845 April-11-2013
HP13-007           E5488574 OR-203 0.856 0.871 0.961 0.781 13U700845 April-11-2013
HP13-007           E5488585 Blank 0.0005 0.0015 0.08 0 13U700845 April-11-2013
HP13-007           E5488594 OR-15h 0.897 1.019 1.094 0.944 13U703107 April-15-2013
HP13-007           E5488606 Blank 0.003 0.0015 0.08 0 13U703107 April-15-2013
HP13-007           E5488614 OR-15h 0.887 1.019 1.094 0.944 13U703107 April-15-2013
HP13-007           E5488624 Blank 0.004 0.0015 0.08 0 13U703107 April-15-2013
HP13-008           E5488633 Blank 0.028 0.0015 0.08 0 13U703058 April-16-2013
HP13-008           E5488643 OR-16b 2.3 2.21 2.42 2 13U703058 April-16-2013
HP13-008           E5488653 Blank 0.002 0.0015 0.08 0 13U703058 April-16-2013
HP13-008           E5488663 OR-502 0.499 0.491 0.551 0.431 13U703058 April-16-2013
HP13-008           E5488683 OR-10c 6.79 6.6 7.08 6.12 13U703058 April-16-2013
HP13-008           E5488693 Blank 0.006 0.0015 0.08 0 13U703058 April-16-2013
HP13-008           E5488702 OR-16b 2.19 2.21 2.42 2 13U703058 April-16-2013
HP13-008           E5488714 Blank 0.004 0.0015 0.08 0 13U703058 April-16-2013
HP13-008           E5488723 OR-151a 0.04 0.043 0.049 0.037 13U703058 April-16-2013
HP13-008           E5488734 Blank 0.003 0.0015 0.08 0 13U703058 April-16-2013
HP13-008           E5488743 OR-203 0.823 0.871 0.961 0.781 13U705280 April-23-2013
HP13-008           E5488756 Blank 0.011 0.0015 0.08 0 13U705280 April-23-2013
HP13-008           E5488763 OR-151a 0.043 0.043 0.049 0.037 13U705280 April-23-2013
HP13-008           E5488775 Blank 0.004 0.0015 0.08 0 13U705280 April-23-2013
HP13-008           E5488783 OR-15h 0.891 1.019 1.094 0.944 13U705280 April-23-2013
HP13-008           E5488793 Blank 0.036 0.0015 0.08 0 13U703122 April-17-2013
HP13-008           E5488800 OR-18c 3.31 3.52 3.84 3.2 13U703122 April-17-2013
HP13-009           E5488808 Blank 0.024 0.0015 0.08 0 13U709895 May-06-2013
HP13-009           E5488819 OR-15h 1.04 1.019 1.094 0.944 13U709895 May-06-2013
HP13-009           E5488829 Blank 0.0065 0.0015 0.08 0 13U709895 May-06-2013
HP13-009           E5488837 OR-203 0.877 0.871 0.961 0.781 13U709895 May-06-2013
HP13-009           E5488847 Blank 0.014 0.0015 0.08 0 13U709895 May-06-2013
HP13-009           E5488858 OR-16b 2.07 2.21 2.42 2 13U711889 May-13-2013
HP13-009           E5488869 Blank 0.014 0.0015 0.08 0 13U711889 May-13-2013
HP13-009           E5488879 OR-66a 1.28 1.24 1.4 1.08 13U711889 May-13-2013
HP13-009           E5488888 OR-502 0.472 0.491 0.551 0.431 13U711889 May-13-2013
HP13-009           E5488897 Blank 0.006 0.0015 0.08 0 13U711889 May-13-2013
HP13-009           E5488908 OR-15h 1.08 1.019 1.094 0.944 13U711889 May-13-2013
HP13-009           E5488918 Blank 0.004 0.0015 0.08 0 13U711889 May-13-2013
HP13-009           E5488931 OR-66a 1.31 1.24 1.4 1.08 13U711889 May-13-2013



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
HP13-009           E5488942 Blank 0.007 0.0015 0.08 0 13U700851 April-09-2013
HP13-009           E5488953 OR-15h 1.03 1.019 1.094 0.944 13U700851 April-09-2013
HP13-010           E5488089 Blank 0.003 0.0015 0.08 0 13U705269 April-22-2013
HP13-010           E5488099 OR-16b 2.15 2.21 2.42 2 13U705269 April-22-2013
HP13-010           E5488109 Blank 0.003 0.0015 0.08 0 13U705269 April-22-2013
HP13-010           E5488119 OR-15h 0.978 1.019 1.094 0.944 13U705269 April-22-2013
HP13-010           E5488129 Blank 0.002 0.0015 0.08 0 13U705269 April-22-2013
HP13-010           E5488139 OR-502 0.503 0.491 0.551 0.431 13U705269 April-22-2013
HP13-010           E5488149 Blank 0.007 0.0015 0.08 0 13U705269 April-22-2013
HP13-010           E5488160 OR-15h 0.926 1.019 1.094 0.944 13U705269 April-22-2013
HP13-010           E5488169 Blank 0.003 0.0015 0.08 0 13U705269 April-22-2013
HP13-010           E5488180 OR-203 0.867 0.871 0.961 0.781 13U705269 April-22-2013
HP13-010           E5488188 Blank 0.002 0.0015 0.08 0 13U705269 April-22-2013
HP13-010           E5488198 OR-16b 2.19 2.21 2.42 2 13U703059 Aprik-16-2013
HP13-010           E5488208 Blank 0.058 0.0015 0.08 0 13U703059 April-16-2013
HP13-010           E5488218 OR-18c 3.39 3.52 3.84 3.2 13U703059 Aprik-16-2013
HP13-011           E5488232 Blank 0.003 0.0015 0.08 0 13U706041 April-24-2013
HP13-011           E5488240 OR-68a 3.66 3.89 4.33 3.45 13U706041 April-24-2013
HP13-011           E5488250 Blank 0.006 0.0015 0.08 0 13U706041 April-24-2013
HP13-011           E5488262 OR-15h 0.876 1.019 1.094 0.944 13U706041 April-24-2013
HP13-011           E5488271 Blank 0.004 0.0015 0.08 0 13U712396 May-13-2013
HP13-011           E5488282 OR-502 0.491 0.491 0.551 0.431 13U712396 May-13-2013
HP13-011           E5488295 Blank 0.015 0.0015 0.08 0 13U712396 May-13-2013
HP13-011           E5488302 OR-502 0.452 0.491 0.551 0.431 13U712396 May-13-2013
HP13-011           E5488312 Blank 0.017 0.0015 0.08 0 13U713948 May-21-2013
HP13-011           E5488322 OR-203 0.809 0.871 0.961 0.781 13U713948 May-21-2013
HP13-011           E5488332 Blank 0.003 0.0015 0.08 0 13U713948 May-21-2013
HP13-011           E5488342 OR-502 0.454 0.491 0.551 0.431 13U713948 May-21-2013
HP13-011           E5488352 Blank 0.0005 0.0015 0.08 0 13U713948 May-21-2013
HP13-011           E5488966 OR-15h 0.969 1.019 1.094 0.944 13U713948 May-21-2013
HP13-011           E5488975 Blank 0.015 0.0015 0.08 0 13U713948 May-21-2013
HP13-011           E5488985 OR-16b 2.13 2.21 2.42 2 13U713948 May-21-2013
HP13-011           E5488995 Blank 0.006 0.0015 0.08 0 13U713948 May-21-2013
HP13-012           E5489009 Blank 0.004 0.0015 0.08 0 13U705291 April-23-2013
HP13-012           E5489019 OR-15h 0.95 1.019 1.094 0.944 13U705291 April-23-2013
HP13-012           E5489030 Blank 0.003 0.0015 0.08 0 13U713916 May-17-2013
HP13-012           E5489039 OR-203 0.798 0.871 0.961 0.781 13U713916 May-17-2013
HP13-012           E5489056 Blank 0.009 0.0015 0.08 0 13U713916 May-17-2013
HP13-012           E5492462 OR-15h 0.887 1.019 1.094 0.944 13U713916 May-17-2013
HP13-012           E5492469 Blank 0.005 0.0015 0.08 0 13U713916 May-17-2013
HP13-012           E5492479 OR-16b 2.02 2.21 2.42 2 13U713916 May-17-2013
HP13-012           E5492490 Blank 0.003 0.0015 0.08 0 13U713916 May-17-2013
HP13-012           E5492499 OR-16b 2.04 2.21 2.42 2 13U713916 May-17-2013
HP13-012           E5492511 Blank 0.341 0.0015 0.08 0 13U714892 May-23-2013
HP13-012           E5492520 OR-18c 3.51 3.52 3.84 3.2 13U714892 May-23-2013
HP13-012           E5492530 Blank 0.008 0.0015 0.08 0 13U714892 May-23-2013
HP13-012           E5492540 OR-15h 0.958 1.019 1.094 0.944 13U714892 May-23-2013
HP13-012           E5492549 Blank 0.002 0.0015 0.08 0 13U714892 May-23-2013
HP13-012           E5492558 OR-502 0.458 0.491 0.551 0.431 13U714892 May-23-2013
HP13-012           E5492569 Blank 0.004 0.0015 0.08 0 13U714892 May-23-2013
HP13-012           E5492579 OR-203 0.85 0.871 0.961 0.781 13U703111 April-17-2013
HP13-012           E5492589 Blank 0.089 0.0015 0.08 0 13U703111 April-17-2013
HP13-012           E5492599 OR-204 0.982 1.043 1.158 0.927 13U703111 April-17-2013
HP13-012           E5492608 Blank 0.058 0.0015 0.08 0 13U703111 April-17-2013
HP13-013           E5492619 Blank 0.003 0.0015 0.08 0 13U707267 April-29-2013
HP13-013           E5492628 OR-68a 3.84 3.89 4.33 3.45 13U707267 April-29-2013
HP13-013           E5492638 Blank 0.009 0.0015 0.08 0 13U707267 April-29-2013
HP13-013           E5492650 OR-15h 0.942 1.019 1.094 0.944 13U707267 April-29-2013
HP13-013           E5492660 Blank 0.005 0.0015 0.08 0 13U707267 April-29-2013
HP13-013           E5492669 OR-203 0.836 0.871 0.961 0.781 13U707267 April-29-2013
HP13-013           E5492681 Blank 0.01 0.0015 0.08 0 13U707267 April-29-2013



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
HP13-013           E5492692 OR-15h 0.976 1.019 1.094 0.944 13U707267 April-29-2013
HP13-013           E5492702 Blank 0.004 0.0015 0.08 0 13U709877 May-08-2013
HP13-013           E5492712 OR-502 0.452 0.491 0.551 0.431 13U709877 May-08-2013
HP13-013           E5492722 Blank 0.002 0.0015 0.08 0 13U709877 May-08-2013
HP13-013           E5492732 OR-15h 0.963 1.019 1.094 0.944 13U709877 May-08-2013
HP13-013           E5492740 Blank 0.016 0.0015 0.08 0 13U709877 May-08-2013
HP13-013           E5492752 OR-502 0.436 0.491 0.551 0.431 13U709877 May-08-2013
HP13-013           E5492762 Blank 0.007 0.0015 0.08 0 13U709877 May-08-2013
HP13-013           E5492772 OR-151a 0.046 0.043 0.049 0.037 13U709877 May-08-2013
HP13-013           E5492782 Blank 0.013 0.0015 0.08 0 13U709877 May-08-2013
HP13-013           E5492790 Blank 0.026 0.0015 0.08 0 13U709877 May-08-2013
HP13-013           E5492803 OR-16b 2.17 2.21 2.42 2 13U705285 April-25-2013
HP13-013           E5492810 Blank 0.004 0.0015 0.08 0 13U705285 April-25-2013
HP13-013           E5492822 OR-15h 0.991 1.019 1.094 0.944 13U705285 April-25-2013
HP13-013           E5492832 Blank 0.01 0.0015 0.08 0 13U705285 April-25-2013
HP13-014           E5491824 Blank 0.045 0.0015 0.08 0 13U748119 September-04-2013
HP13-014           E5491832 OR-16b 2 2.21 2.42 2 13U748119 September-04-2013
HP13-014           E5491832 OR-16b 2 2.21 2.42 2 13U748119 September-04-2013
HP13-014           E5492849 Blank 0.003 0.0015 0.08 0 13U728572 July-04-2013
HP13-014           E5492859 OR-15h 0.98 1.019 1.094 0.944 13U728572 July-04-2013
HP13-014           E5492869 Blank 0.004 0.0015 0.08 0 13U728572 July-04-2013
HP13-014           E5492881 OR-502 0.479 0.491 0.551 0.431 13U728572 July-04-2013
HP13-014           E5492890 Blank 0.0045 0.0015 0.08 0 13U728572 July-04-2013
HP13-014           E5492899 OR-15h 0.874 1.019 1.094 0.944 13U730134 July-12-2013
HP13-014           E5492909 Blank 0.0005 0.0015 0.08 0 13U730134 July-12-2013
HP13-014           E5492919 OR-203 0.854 0.871 0.961 0.781 13U730134 July-12-2013
HP13-014           E5492929 Blank 0.256 0.0015 0.08 0 13U730134 July-12-2013
HP13-014           E5492939 OR-204 0.93 1.043 1.158 0.927 13U735528 July-29-2013
HP13-014           E5492949 Blank 0.018 0.0015 0.08 0 13U743295 August-13-2013
HP13-014           E5492959 OR-15h 1.04 1.019 1.094 0.944 13U743295 August-13-2013
HP13-014           E5492969 Blank 0.002 0.0015 0.08 0 13U743295 August-13-2013
HP13-014           E5492980 OR-15h 1.03 1.019 1.094 0.944 13U743295 August-13-2013
HP13-014           E5492990 Blank 0.056 0.0015 0.08 0 13U744551 August-19-2013
HP13-014           E5493000 OR-16b 2.07 2.21 2.42 2 13U744551 August-19-2013
HP13-014           E5493008 Blank 0.006 0.0015 0.08 0 13U744551 August-19-2013
HP13-014           E5493020 OR-15h 0.898 1.019 1.094 0.944 13U745473 August-15-2013
HP13-014           E5493030 Blank 0.009 0.0015 0.08 0 13U745473 August-15-2013
HP13-014           E5493040 OR-203 0.848 0.871 0.961 0.781 13U745473 August-15-2013
HP13-014           E5493050 Blank 0.007 0.0015 0.08 0 13U745473 August-15-2013
HP13-014           E5493059 OR-502 0.458 0.491 0.551 0.431 13U748119 September-04-2013
HP13-015           E5491839 Blank 0.269 0.0015 0.08 0 13U706027 April-22-2013
HP13-015           E5491848 OR-62c 8.94 8.79 9.42 8.15 13U706027 April-22-2013
HP13-015           E5491860 Blank 0.002 0.0015 0.08 0 13U744539 August-22-2013
HP13-015           E5491870 OR-68a 3.76 3.89 4.33 3.45 13U744539 August-22-2013
HP13-015           E5491878 Blank 0.006 0.0015 0.08 0 13U744539 August-22-2013
HP13-015           E5491890 OR-15h 0.958 1.019 1.094 0.944 13U744539 August-22-2013
HP13-015           E5491899 Blank 0.007 0.0015 0.08 0 13U744539 August-22-2013
HP13-015           E5491910 OR-18c 3.15 3.52 3.84 3.2 13U745486 August-19-2013
HP13-015           E5491920 Blank 0.005 0.0015 0.08 0 13U748090 September-06-2013
HP13-015           E5491930 OR-151a 0.047 0.043 0.049 0.037 13U748090 September-06-2013
HP13-015           E5491941 Blank 0.007 0.0015 0.08 0 13U748090 September-06-2013
HP13-015           E5491950 OR-15h 1.05 1.019 1.094 0.944 13U748090 September-06-2013
HP13-015           E5491959 Blank 0.025 0.0015 0.08 0 13U748090 September-06-2013
HP13-015           E5491970 OR-204 1.06 1.043 1.158 0.927 13U748090 September-06-2013
HP13-015           E5491981 Blank 0.006 0.0015 0.08 0 13U748090 September-06-2013
HP13-016           E5513640 Blank 0.039 0.0015 0.08 0 13U719402 June-17-2013
HP13-016           E5513650 OR-16b 2.01 2.21 2.42 2 13U719402 June-17-2013
HP13-016           E5513660 Blank 0.005 0.0015 0.08 0 13U719402 June-17-2013
HP13-016           E5513670 OR-15h 0.921 1.019 1.094 0.944 13U719402 June-17-2013
HP13-016           E5513680 Blank 0.003 0.0015 0.08 0 13U719402 June-17-2013
HP13-016           E5513688 OR-18c 3.27 3.52 3.84 3.2 13U719402 June-17-2013



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
HP13-016           E5513700 Blank 0.0037 0.0015 0.08 0 13U719402 June-17-2013
HP13-016           E5513710 OR-6Pc 1.35 1.52 1.72 1.32 13U719402 June-17-2013
HP13-016           E5513720 OR-67a 2.16 2.238 2.526 1.95 13U719402 June-17-2013
HP13-016           E5513733 Blank 0.004 0.0015 0.08 0 13U719402 June-17-2013
HP13-017           E5489679 Blank 0.003 0.0015 0.08 0 13U709884 May-08-2013
HP13-017           E5489689 OR-6Pc 1.38 1.52 1.72 1.32 13U709884 May-08-2013
HP13-017           E5489699 Blank 0.003 0.0015 0.08 0 13U709884 May-08-2013
HP13-017           E5489709 OR-16b 2.22 2.21 2.42 2 13U709884 May-08-2013
HP13-017           E5489719 Blank 0.041 0.0015 0.08 0 13U709884 May-08-2013
HP13-017           E5489729 OR-18c 3.47 3.52 3.84 3.2 13U709884 May-08-2013
HP13-017           E5489739 Blank 0.001 0.0015 0.08 0 13U709884 May-08-2013
HP13-017           E5489749 OR-6Pc 1.4 1.52 1.72 1.32 13U709884 May-08-2013
HP13-017           E5489759 Blank 0.239 0.0015 0.08 0 13U709884 May-08-2013
HP13-017           E5489769 OR-66a 1.03 1.24 1.4 1.08 13U721562 June-18-2013
HP13-017           E5489779 Blank 0.002 0.0015 0.08 0 13U721562 June-18-2013
HP13-017           E5489789 OR-15h 0.792 1.019 1.094 0.944 13U725957 June-29-2013
HP13-017           E5489799 Blank 0.004 0.0015 0.08 0 13U725957 June-29-2013
HP13-017           E5489809 OR-502 0.469 0.491 0.551 0.431 13U725957 June-29-2013
HP13-017           E5489820 Blank 0.002 0.0015 0.08 0 13U725957 June-29-2013
HP13-017           E5489829 OR-15h 0.979 1.019 1.094 0.944 13U725957 June-29-2013
HP13-017           E5489839 Blank 0.003 0.0015 0.08 0 13U725957 June-29-2013
HP13-017           E5489849 OR-66a 1.08 1.24 1.4 1.08 13U725957 June-29-2013
HP13-017           E5489859 Blank 0.008 0.0015 0.08 0 13U725957 June-29-2013
HP13-017           E5489870 OR-15h 0.943 1.019 1.094 0.944 13U725957 June-29-2013
HP13-017           E5489879 Blank 0.0005 0.0015 0.08 0 13U728580 July-05-2013
HP13-017           E5489890 OR-16b 1.98 2.21 2.42 2 13U728580 July-05-2013
HP13-017           E5489899 Blank 0.001 0.0015 0.08 0 13U728580 July-05-2013
HP13-017           E5489909 OR-15h 0.918 1.019 1.094 0.944 13U728580 July-05-2013
HP13-017           E5489919 Blank 0.004 0.0015 0.08 0 13U728580 July-05-2013
HP13-017           E5489929 OR-10Pb 6.52 7.15 7.72 6.57 13U709888 May-08-2013
HP13-017           E5489939 Blank 0.008 0.0015 0.08 0 13U709888 May-08-2013
HP13-017           E5489949 OR-6Pc 1.43 1.52 1.72 1.32 13U709888 May-08-2013
HP13-017           E5489959 Blank 0.005 0.0015 0.08 0 13U709888 May-08-2013
HP13-017           E5489969 OR-16b 2.18 2.21 2.42 2 13U709888 May-08-2013
HP13-018           E5491992 Blank 0.003 0.0015 0.08 0 13U738095 August-01-2013
HP13-018           E5492002 OR-15h 1.01 1.019 1.094 0.944 13U738095 August-01-2013
HP13-018           E5492013 OR-502 0.479 0.491 0.551 0.431 13U738095 August-01-2013
HP13-018           E5492020 Blank 0.004 0.0015 0.08 0 13U738095 August-01-2013
HP13-018           E5492034 Blank 0.002 0.0015 0.08 0 13U740730 August-09-2013
HP13-018           E5492041 OR-16b 2.05 2.21 2.42 2 13U740730 August-09-2013
HP13-018           E5492051 Blank 0.012 0.0015 0.08 0 13U740730 August-09-2013
HP13-018           E5492062 OR-151a 0.037 0.043 0.049 0.037 13U743141 August-22-2013
HP13-018           E5492072 Blank 0.014 0.0015 0.08 0 13U743141 August-22-2013
HP13-018           E5492083 OR-204 0.915 1.043 1.158 0.927 13U743141 August-22-2013
HP13-018           E5492092 Blank 0.017 0.0015 0.08 0 13U743141 August-22-2013
HP13-018           E5492102 OR-16b 1.98 2.21 2.42 2 13U743141 August-22-2013
HP13-018           E5492113 OR-151a 0.038 0.043 0.049 0.037 13U743141 August-22-2013
HP13-018           E5492124 Blank 0.002 0.0015 0.08 0 13U743141 August-22-2013
HP13-018           E5492132 OR-15h 0.963 1.019 1.094 0.944 13U743141 August-22-2013
HP13-018           E5492142 Blank 0.003 0.0015 0.08 0 13U743141 August-22-2013
HP13-018           E5492150 OR-16b 2.05 2.21 2.42 2 13U743141 August-22-2013
HP13-018           E5492162 Blank 0.004 0.0015 0.08 0 13U707274 April-26-2013
HP13-018           E5492172 OR-67a 2.21 2.238 2.526 1.95 13U707274 April-26-2013
HP13-018           E5492182 Blank 0.006 0.0015 0.08 0 13U707274 April-26-2013
HP13-018           E5492192 OR-15h 0.97 1.019 1.094 0.944 13U707274 April-26-2013
HP13-018           E5492201 Blank 0.005 0.0015 0.08 0 13U744536 August-21-2013
HP13-018           E5492212 OR-15h 0.951 1.019 1.094 0.944 13U744536 August-21-2013
HP13-018           E5492222 Blank 0.006 0.0015 0.08 0 13U744536 August-21-2013
HP13-018           E5492232 OR-502 0.473 0.491 0.551 0.431 13U744536 August-21-2013
HP13-018           E5492242 Blank 0.008 0.0015 0.08 0 13U744536 August-21-2013
HP13-018           E5492251 OR-204 1.01 1.043 1.158 0.927 13U744536 August-21-2013



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
HP13-018           E5492262 Blank 0.002 0.0015 0.08 0 13U743141 August-22-2013
HP13-018           E5492273 OR-15h 0.922 1.019 1.094 0.944 13U744536 August-21-2013
HP13-018           E5492281 Blank 0.004 0.0015 0.08 0 13U744536 August-21-2013
HP13-019           E5492299 Blank 0.004 0.0015 0.08 0 13U749045 September-04-2013
HP13-019           E5492309 OR-15h 0.993 1.019 1.094 0.944 13U749045 September-04-2013
HP13-019           E5492319 Blank 0.002 0.0015 0.08 0 13U749045 September-04-2013
HP13-019           E5492329 OR-203 0.85 0.871 0.961 0.781 13U749045 September-04-2013
HP13-019           E5492339 Blank 0.004 0.0015 0.08 0 13U749045 September-04-2013
HP13-019           E5492349 OR-15h 0.925 1.019 1.094 0.944 13U749045 September-04-2013
HP13-019           E5492359 Blank 0.002 0.0015 0.08 0 13U749045 September-04-2013
HP13-019           E5492369 OR-66a 1.16 1.24 1.4 1.08 13U749055 September-04-2013
HP13-019           E5492379 Blank 0.002 0.0015 0.08 0 13U749055 September-04-2013
HP13-019           E5492389 OR-502 0.521 0.491 0.551 0.431 13U749055 September-04-2013
HP13-019           E5492399 Blank 0.002 0.0015 0.08 0 13U749055 September-04-2013
HP13-019           E5492409 OR-15h 0.989 1.019 1.094 0.944 13U749055 September-04-2013
HP13-019           E5492419 Blank 0.002 0.0015 0.08 0 13U709900 May-06-2013
HP13-020           E5511069 OR-15h 0.971 1.019 1.094 0.944 13U714912 May-21-2013
HP13-020           E5511079 Blank 0.013 0.0015 0.08 0 13U714912 May-21-2013
HP13-020           E5511089 OR-502 0.451 0.491 0.551 0.431 13T717065 June-04-2013
HP13-020           E5511099 Blank 0.006 0.0015 0.08 0 13T717065 June-04-2013
HP13-020           E5511109 OR-15h 0.93 1.019 1.094 0.944 13T717065 June-04-2013
HP13-020           E5511119 Blank 0.023 0.0015 0.08 0 13T717065 June-04-2013
HP13-020           E5511129 OR-203 0.827 0.871 0.961 0.781 13T717065 June-04-2013
HP13-020           E5511139 Blank 0.005 0.0015 0.08 0 13T717065 June-04-2013
HP13-020           E5511149 Blank 0.003 0.0015 0.08 0 13U719445 June-17-2013
HP13-020           E5511159 OR-66a 1.22 1.24 1.4 1.08 13U719445 June-17-2013
HP13-020           E5511169 Blank 0.0024 0.0015 0.08 0 13U719445 June-17-2013
HP13-020           E5511179 OR-502 0.467 0.491 0.551 0.431 13U719445 June-17-2013
HP13-020           E5511189 Blank 0.003 0.0015 0.08 0 13U719445 June-17-2013
HP13-020           E5511199 OR-15h 0.973 1.019 1.094 0.944 13U719445 June-17-2013
HP13-020           E5511209 Blank 0.001 0.0015 0.08 0 13U721574 June-18-2013
HP13-020           E5511219 OR-6Pc 1.49 1.52 1.72 1.32 13U721574 June-18-2013
HP13-020           E5511229 Blank 0.0015 0.0015 0.08 0 13U721574 June-18-2013
HP13-020           E5511239 OR-15h 0.944 1.019 1.094 0.944 13U721574 June-18-2013
HP13-020           E5511249 Blank 0.003 0.0015 0.08 0 13U721574 June-18-2013
HP13-020           E5511259 OR-502 0.454 0.491 0.551 0.431 13U723581 June-26-2013
HP13-020           E5511269 Blank 0.008 0.0015 0.08 0 13U723581 June-26-2013
HP13-020           E5511279 OR-15h 0.946 1.019 1.094 0.944 13U723581 June-26-2013
HP13-020           E5511289 Blank 0.008 0.0015 0.08 0 13U723581 June-26-2013
HP13-020           E5511299 OR-502 0.461 0.491 0.551 0.431 13U711906 May-10-2013
HP13-020           E5511309 Blank 0.003 0.0015 0.08 0 13U711906 May-10-2013
HP13-020           E5511319 OR-6Pc 1.37 1.52 1.72 1.32 13U723581 June-26-2013
HP13-020           E5511329 Blank 0.0005 0.0015 0.08 0 13U723581 June-26-2013
HP13-021           E5489989 Blank 0.006 0.0015 0.08 0 13U711642 May-10-2013
HP13-021           E5489999 OR-6Pc 1.39 1.52 1.72 1.32 13U711642 May-10-2013
HP13-021           E5490009 Blank 0.004 0.0015 0.08 0 13U748932 September-09-2013
HP13-021           E5490019 OR-15h 1.02 1.019 1.094 0.944 13U748932 September-09-2013
HP13-021           E5490029 Blank 0.003 0.0015 0.08 0 13U748932 September-09-2013
HP13-021           E5490041 OR-203 0.904 0.871 0.961 0.781 13U748932 September-09-2013
HP13-021           E5490049 Blank 0.002 0.0015 0.08 0 13U748932 September-09-2013
HP13-021           E5490059 OR-204 1.02 1.043 1.158 0.927 13U748932 September-09-2013
HP13-021           E5513069 Blank 0.005 0.0015 0.08 0 13U748932 September-09-2013
HP13-021           E5513079 OR-151a 0.043 0.043 0.049 0.037 13U748932 September-09-2013
HP13-021           E5513089 Blank 0.006 0.0015 0.08 0 13U748932 September-09-2013
HP13-021           E5513099 OR-15h 0.916 1.019 1.094 0.944 13U748932 September-09-2013
HP13-021           E5513109 Blank 0.002 0.0015 0.08 0 13U748932 September-09-2013
HP13-021           E5513119 OR-502 0.465 0.491 0.551 0.431 13U711821 May-09-2013
HP13-021           E5513130 OR-68a 3.9 3.89 4.33 3.45 13U711821 May-09-2013
HP13-021           E5513139 Blank 0.017 0.0015 0.08 0 13U751300 September-11-2013
HP13-021           E5513149 OR-15h 1.06 1.019 1.094 0.944 13U751300 September-11-2013
HP13-021           E5513159 Blank 0.007 0.0015 0.08 0 13U751300 September-11-2013



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
HP13-021           E5513169 OR-203 0.981 0.871 0.961 0.781 13U751300 September-11-2013
HP13-021           E5513179 Blank 0.007 0.0015 0.08 0 13U751300 September-11-2013
HP13-021           E5513189 OR-15h 1.3 1.019 1.094 0.944 13U751300 September-11-2013
HP13-022           E5511349 OR-15h 0.995 1.019 1.094 0.944 13U751317 September-13-2013
HP13-022           E5511359 Blank 0.003 0.0015 0.08 0 13U751317 September-13-2013
HP13-022           E5511369 OR-6Pc 1.45 1.52 1.72 1.32 13U751317 September-13-2013
HP13-022           E5511379 Blank 0.002 0.0015 0.08 0 13U751317 September-13-2013
HP13-022           E5511389 OR-15h 0.913 1.019 1.094 0.944 13U751293 September-10-2013
HP13-022           E5511399 Blank 0.002 0.0015 0.08 0 13U751293 September-10-2013
HP13-022           E5511409 OR-204 0.918 1.043 1.158 0.927 13U751293 September-10-2013
HP13-022           E5511419 Blank 0.01 0.0015 0.08 0 13U751293 September-10-2013
HP13-022           E5511429 OR-203 0.835 0.871 0.961 0.781 13U753152 September-18-2013
HP13-022           E5511439 Blank 0.003 0.0015 0.08 0 13U753152 September-18-2013
HP13-022           E5511449 OR-15h 1 1.019 1.094 0.944 13U753152 September-18-2013
HP13-022           E5511459 Blank 0.002 0.0015 0.08 0 13U753152 September-18-2013
HP13-022           E5511469 OR-502 0.507 0.491 0.551 0.431 13U753152 September-18-2013
HP13-022           E5511479 Blank 0.004 0.0015 0.08 0 13U753152 September-18-2013
HP13-022           E5511489 OR-6Pc 1.52 1.52 1.72 1.32 13U753152 September-18-2013
HP13-022           E5511499 Blank 0.003 0.0015 0.08 0 13U711812 May-10-2013
HP13-022           E5511509 Blank 0.002 0.0015 0.08 0 13U753152 September-18-2013
HP13-022           E5511519 OR-15d 1.51 1.56 1.69 1.43 13U753152 September-18-2013
HP13-022           E5511529 Blank 0.005 0.0015 0.08 0 13U753152 September-18-2013
HP13-023           E5513202 Blank 0.006 0.0015 0.08 0 13U711620 May-10-2013
HP13-023           E5513212 OR-15h 0.947 1.019 1.094 0.944 13U711620 May-10-2013
HP13-023           E5513222 Blank 0.007 0.0015 0.08 0 13U748007 September-05-2013
HP13-023           E5513232 OR-502 0.508 0.491 0.551 0.431 13U748007 September-05-2013
HP13-023           E5513242 Blank 0.004 0.0015 0.08 0 13U748007 September-05-2013
HP13-023           E5513252 OR-15h 1.01 1.019 1.094 0.944 13U748007 September-05-2013
HP13-023           E5513262 Blank 0.007 0.0015 0.08 0 13U748007 September-05-2013
HP13-023           E5513273 OR-203 0.844 0.871 0.961 0.781 13U748007 September-05-2013
HP13-023           E5513283 Blank 0.004 0.0015 0.08 0 13U748007 September-05-2013
HP13-023           E5513293 OR-15h 0.983 1.019 1.094 0.944 13U748007 September-05-2013
HP13-023           E5513302 Blank 0.009 0.0015 0.08 0 13U748007 September-05-2013
HP13-023           E5513312 OR-203 0.823 0.871 0.961 0.781 13U748007 September-05-2013
HP13-023           E5513323 Blank 0.027 0.0015 0.08 0 13U748007 September-05-2013
HP13-023           E5513332 OR-502 0.476 0.491 0.551 0.431 13U748007 September-05-2013
HP13-024           E5511542 OR-15h 1.01 1.019 1.094 0.944 13U748078 September-05-2013
HP13-024           E5511549 Blank 0.002 0.0015 0.08 0 13U748078 September-05-2013
HP13-024           E5511559 OR-66a 0.871 1.24 1.4 1.08 13U748078 September-05-2013
HP13-024           E5511569 Blank 0.012 0.0015 0.08 0 13U748078 September-05-2013
HP13-024           E5511579 OR-15h 1.04 1.019 1.094 0.944 13U748078 September-05-2013
HP13-024           E5511589 Blank 0.001 0.0015 0.08 0 13U748078 September-05-2013
HP13-024           E5511599 OR-502 0.482 0.491 0.551 0.431 13U748078 September-05-2013
HP13-024           E5511609 Blank 0.001 0.0015 0.08 0 13U751338 September-13-2013
HP13-024           E5511619 OR-15h 0.986 1.019 1.094 0.944 13U751338 September-13-2013
HP13-024           E5511629 OR-15h 0.995 1.019 1.094 0.944 13U751338 September-13-2013
HP13-024           E5511639 Blank 0.006 0.0015 0.08 0 13U751338 September-13-2013
HP13-024           E5511651 OR-203 0.85 0.871 0.961 0.781 13U751338 September-13-2013
HP13-024           E5511659 Blank 0.004 0.0015 0.08 0 13U751338 September-13-2013
HP13-024           E5511669 OR-15h 0.989 1.019 1.094 0.944 13U751338 September-13-2013
HP13-024           E5511679 Blank 0.015 0.0015 0.08 0 13U751338 September-13-2013
HP13-024           E5511691 OR-203 0.869 0.871 0.961 0.781 13U751338 September-13-2013
HP13-024           E5511700 Blank 0.004 0.0015 0.08 0 13U751338 September-13-2013
HP13-024           E5511709 OR-15h 0.969 1.019 1.094 0.944 13U751338 September-13-2013
HP13-024           E5511719 Blank 0.003 0.0015 0.08 0 13U751338 September-13-2013
HP13-024           E5511729 OR-502 0.444 0.491 0.551 0.431 13U751338 September-13-2013
HP13-024           E5511740 Blank 0.002 0.0015 0.08 0 13U751338 September-13-2013
HP13-024           E5511749 OR-15h 0.97 1.019 1.094 0.944 13U751338 September-13-2013
HP13-024           E5511759 Blank 0.601 0.0015 0.08 0 13U751338 September-13-2013
HP13-024           E5511769 OR-6Pc 1.47 1.52 1.72 1.32 13U712380 May-10-2013
HP13-024           E5511779 Blank 0.0005 0.0015 0.08 0 13U712380 May-10-2013



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
HP13-024           E5511789 OR-15h 0.975 1.019 1.094 0.944 13U712380 May-10-2013
HP13-024           E5511807 Blank 0.006 0.0015 0.08 0 13U712380 May-10-2013
HP13-025           E5513343 Blank 0.004 0.0015 0.08 0 13U714897 May-27-2013
HP13-025           E5513353 OR-16b 2.15 2.21 2.42 2 13U714897 May-27-2013
HP13-025           E5513363 Blank 0.006 0.0015 0.08 0 13U714897 May-27-2013
HP13-025           E5513371 OR-10c 6.51 6.6 7.08 6.12 13U714897 May-27-2013
HP13-025           E5513382 Blank 0.031 0.0015 0.08 0 13U714897 May-27-2013
HP13-025           E5513393 OR-15h 1 1.019 1.094 0.944 13U714897 May-27-2013
HP13-025           E5513403 Blank 0.0005 0.0015 0.08 0 13U714897 May-27-2013
HP13-025           E5513412 OR-67a 2.22 2.238 2.526 1.95 13U714897 May-27-2013
HP13-025           E5513422 Blank 0.01 0.0015 0.08 0 13U748921 September-03-2013
HP13-025           E5513433 OR-502 0.444 0.491 0.551 0.431 13U748921 September-03-2013
HP13-025           E5513443 Blank 0.027 0.0015 0.08 0 13U748921 September-03-2013
HP13-025           E5513454 OR-18c 3.39 3.52 3.84 3.2 13U748921 September-03-2013
HP13-025           E5513463 Blank 0.007 0.0015 0.08 0 13U748921 September-03-2013
HP13-025           E5513473 OR-62c 8.25 8.79 9.42 8.15 13U748921 September-03-2013
HP13-025           E5513483 Blank 0.005 0.0015 0.08 0 13U748921 September-03-2013
HP13-025           E5513493 OR-15h 1 1.019 1.094 0.944 13U748921 September-03-2013
HP13-025           E5513505 Blank 0.009 0.0015 0.08 0 13U748921 September-03-2013
HP13-025           E5513513 OR-203 0.825 0.871 0.961 0.781 13U748921 September-03-2013
HP13-025           E5513521 Blank 0.005 0.0015 0.08 0 13U748921 September-03-2013
HP13-026           E5511819 OR-204 0.92 1.043 1.158 0.927 13U751334 September-10-2013
HP13-026           E5511829 Blank 0.006 0.0015 0.08 0 13U751334 September-10-2013
HP13-026           E5511839 OR-15h 1.04 1.019 1.094 0.944 13U751278 September-18-2013
HP13-026           E5511849 Blank 0.008 0.0015 0.08 0 13U751278 September-18-2013
HP13-026           E5511859 Blank 0.004 0.0015 0.08 0 13U751278 September-18-2013
HP13-026           E5511869 OR-203 0.891 0.871 0.961 0.781 13U751278 September-18-2013
HP13-026           E5511879 Blank 0.001 0.0015 0.08 0 13U751278 September-18-2013
HP13-026           E5511889 OR-502 0.473 0.491 0.551 0.431 13U751278 September-18-2013
HP13-026           E5511899 Blank 0.006 0.0015 0.08 0 13U751278 September-18-2013
HP13-026           E5511909 OR-15h 0.993 1.019 1.094 0.944 13U751278 September-18-2013
HP13-026           E5511919 Blank 0.001 0.0015 0.08 0 13U751278 September-18-2013
HP13-026           E5511929 OR-203 0.792 0.871 0.961 0.781 13U751278 September-18-2013
HP13-026           E5511940 Blank 0.007 0.0015 0.08 0 13U751278 September-18-2013
HP13-026           E5511949 OR-502 0.469 0.491 0.551 0.431 13U751278 September-18-2013
HP13-026           E5511959 Blank 0.012 0.0015 0.08 0 13U753173 September-13-2013
HP13-026           E5511969 OR-66a 1.37 1.24 1.4 1.08 13U718352 June-10-2013
HP13-026           E5511979 Blank 0.007 0.0015 0.08 0 13U718352 June-10-2013
HP13-026           E5511989 OR-15h 0.929 1.019 1.094 0.944 13U718352 June-10-2013
HP13-027           E5511999 Blank 0.008 0.0015 0.08 0 13U749067 September-04-2013
HP13-027           E5512009 OR-15h 0.912 1.019 1.094 0.944 13U749067 September-04-2013
HP13-027           E5512019 Blank 0.002 0.0015 0.08 0 13U749067 September-04-2013
HP13-027           E5512029 OR-66a 1.2 1.24 1.4 1.08 13U751259 September-11-2013
HP13-027           E5512039 Blank 0.002 0.0015 0.08 0 13U751259 September-11-2013
HP13-027           E5512049 OR-66a 1.14 1.24 1.4 1.08 13T717072 June-04-2013
HP13-027           E5512059 Blank 0.009 0.0015 0.08 0 13U751259 September-11-2013
HP13-027           E5512069 OR-15h 0.947 1.019 1.094 0.944 13U751259 September-11-2013
HP13-027           E5512079 Blank 0.012 0.0015 0.08 0 13U751259 September-11-2013
HP13-027           E5512092 OR-502 0.414 0.491 0.551 0.431 13U751259 September-11-2013
HP13-027           E5512100 Blank 0.005 0.0015 0.08 0 13U751259 September-11-2013
HP13-027           E5512109 OR-15h 0.968 1.019 1.094 0.944 13U751259 September-11-2013
HP13-027           E5512119 Blank 0.002 0.0015 0.08 0 13U751259 September-11-2013
HP13-027           E5512129 OR-6Pc 1.32 1.52 1.72 1.32 13T717072 June-04-2013
HP13-027           E5512140 Blank 0.005 0.0015 0.08 0 13T717072 June-04-2013
HP13-027           E5512149 OR-502 0.47 0.491 0.551 0.431 13U751246 September-12-2013
HP13-027           E5512159 Blank 0.031 0.0015 0.08 0 13U751246 September-12-2013
HP13-028           E5513530 Blank 4.74 0.0015 0.08 0 13U718333 June-10-2013
HP13-028           E5513540 OR-62c 8.23 8.79 9.42 8.15 13U718333 June-10-2013
HP13-028           E5513549 Blank 0.006 0.0015 0.08 0 13U718333 June-10-2013
HP13-028           E5513559 OR-502 0.464 0.491 0.551 0.431 13U718333 June-10-2013
HP13-028           E5513570 Blank 0.012 0.0015 0.08 0 13U718333 June-10-2013



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
HP13-028           E5513584 OR-60b 2.34 2.57 2.89 2.25 13U718333 June-10-2013
HP13-028           E5513590 Blank 0.016 0.0015 0.08 0 13U718333 June-10-2013
HP13-028           E5513601 OR-18c 3.34 3.52 3.84 3.2 13U718333 June-10-2013
HP13-028           E5513610 Blank 0.003 0.0015 0.08 0 13U718333 June-10-2013
HP13-028           E5513621 OR-15h 0.917 1.019 1.094 0.944 13U718333 June-10-2013
HP13-028           E5513632 Blank 0.008 0.0015 0.08 0 13U718333 June-10-2013
HP13-029           E5512169 OR-204 0.976 1.043 1.158 0.927 13U748052 September-03-2013
HP13-029           E5512181 Blank 0.005 0.0015 0.08 0 13U748052 September-03-2013
HP13-029           E5512190 OR-15h 0.952 1.019 1.094 0.944 13U748052 September-03-2013
HP13-029           E5512199 Blank 0.002 0.0015 0.08 0 13U748052 September-03-2013
HP13-029           E5512209 OR-66a 1.15 1.24 1.4 1.08 13U718363 June-07-2013
HP13-029           E5512219 Blank 0.004 0.0015 0.08 0 13U748052 September-03-2013
HP13-029           E5512230 OR-15h 1 1.019 1.094 0.944 13U748052 September-03-2013
HP13-029           E5512239 Blank 0.007 0.0015 0.08 0 13U748052 September-03-2013
HP13-029           E5512249 OR-15h 0.92 1.019 1.094 0.944 13U718363 June-07-2013
HP13-029           E5512259 Blank 0.109 0.0015 0.08 0 13U718363 June-07-2013
HP13-029           E5512272 OR-203 0.846 0.871 0.961 0.781 13U748052 September-03-2013
HP13-029           E5512280 Blank 0.004 0.0015 0.08 0 13U748052 September-03-2013
HP13-030           E5512289 Blank 0.015 0.0015 0.08 0 13U718464 June-05-2013
HP13-030           E5512294 OR-6Pc 1.2 1.52 1.72 1.32 13U718464 June-05-2013
HP13-030           E5512299 Blank 0.015 0.0015 0.08 0 13U721583 June-18-2013
HP13-030           E5512309 OR-6Pc 0.896 1.52 1.72 1.32 13U719566 June-17-2013
HP13-030           E5512319 Blank 0.0015 0.0015 0.08 0 13U719566 June-17-2013
HP13-030           E5512329 OR-15h 0.987 1.019 1.094 0.944 13U719566 June-17-2013
HP13-030           E5512339 Blank 0.006 0.0015 0.08 0 13U719566 June-17-2013
HP13-031           E5513740 Blank 0.005 0.0015 0.08 0 13U719421 June-13-2013
HP13-031           E5513750 OR-16b 2.17 2.21 2.42 2 13U719421 June-13-2013
HP13-031           E5513757 OR-67a 2.15 2.238 2.526 1.95 13U719421 June-13-2013
HP13-032           E5512349 Blank 0.006 0.0015 0.08 0 13U719584 June-17-2013
HP13-032           E5512359 OR-6Pc 1.47 1.52 1.72 1.32 13U719584 June-17-2013
HP13-032           E5512369 Blank 0.003 0.0015 0.08 0 13U719584 June-17-2013
HP13-032           E5512384 OR-15h 0.982 1.019 1.094 0.944 13U719584 June-17-2013
HP13-032           E5512389 Blank 0.003 0.0015 0.08 0 13U721581 June-18-2013
HP13-032           E5512399 OR-15h 0.923 1.019 1.094 0.944 13U721581 June-18-2013
HP13-032           E5512409 Blank 0.0015 0.0015 0.08 0 13U721581 June-18-2013
HP13-033           E5513761 Blank 0.003 0.0015 0.08 0 13U724584 June-28-2013
HP13-033           E5513776 OR-18c 3.37 3.52 3.84 3.2 13U724584 June-28-2013
HP13-033           E5513780 OR-67a 2.23 2.238 2.526 1.95 13U724584 June-28-2013
HP13-033           E5513790 Blank 0.033 0.0015 0.08 0 13U724584 June-28-2013
HP13-033           E5513800 OR-16b 2.13 2.21 2.42 2 13U724584 June-28-2013
HP13-033           E5513810 Blank 0.003 0.0015 0.08 0 13U724584 June-28-2013
HP13-034           E5512419 Blank 0.002 0.0015 0.08 0 13U721586 June-18-2013
HP13-034           E5512423 OR-15h 0.94 1.019 1.094 0.944 13U721586 June-18-2013
HP13-034           E5512429 Blank 0.003 0.0015 0.08 0 13U723550 June-26-2013
HP13-034           E5512439 OR-15h 1.03 1.019 1.094 0.944 13U723550 June-26-2013
HP13-034           E5512449 Blank 0.013 0.0015 0.08 0 13U723550 June-26-2013
HP13-034           E5512459 OR-203 0.844 0.871 0.961 0.781 13U723550 June-26-2013
HP13-034           E5512469 Blank 0.005 0.0015 0.08 0 13U723550 June-26-2013
HP13-034           E5512479 OR-6Pc 1.45 1.52 1.72 1.32 13U723550 June-26-2013
HP13-034           E5512489 Blank 0.001 0.0015 0.08 0 13U723550 June-26-2013
HP13-035           E5513821 Blank 0.002 0.0015 0.08 0 13U724572 June-28-2013
HP13-035           E5513829 OR-16b 2.16 2.21 2.42 2 13U724572 June-28-2013
HP13-035           E5513840 Blank 0.007 0.0015 0.08 0 13U724572 June-28-2013
HP13-035           E5513850 OR-60b 2.3 2.57 2.89 2.25 13U724572 June-28-2013
HP13-035           E5513859 OR-67a 2.05 2.238 2.526 1.95 13U724572 June-28-2013
HP13-036           E5512499 Blank 0.013 0.0015 0.08 0 13U723546 June-26-2013
HP13-036           E5512509 OR-15h 0.975 1.019 1.094 0.944 13U723546 June-26-2013
HP13-036           E5512519 Blank 0.002 0.0015 0.08 0 13U723546 June-26-2013
HP13-036           E5512533 OR-502 0.479 0.491 0.551 0.431 13U723546 June-26-2013
HP13-036           E5512539 Blank 0.002 0.0015 0.08 0 13U723546 June-26-2013
HP13-036           E5512549 OR-15h 0.989 1.019 1.094 0.944 13U723546 June-26-2013



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
HP13-036           E5512559 Blank 0.004 0.0015 0.08 0 13U723546 June-26-2013
HP13-036           E5512570 OR-6Pc 1.47 1.52 1.72 1.32 13U723546 June-26-2013
HP13-037           E5513872 OR-16b 2.15 2.21 2.42 2 13U724569 June-26-2013
HP13-037           E5513881 OR-60b 2.38 2.57 2.89 2.25 13U724569 June-26-2013
HP13-037           E5513891 Blank 0.004 0.0015 0.08 0 13U724569 June-26-2013
HP13-037           E5513900 Blank 0.003 0.0015 0.08 0 13U724569 June-26-2013
HP13-037           E5513910 Blank 0.003 0.0015 0.08 0 13U725949 July-04-2013
HP13-037           E5513922 OR-16b 2.09 2.21 2.42 2 13U725949 July-04-2013
HP13-037           E5513932 OR-18c 3.47 3.52 3.84 3.2 13U725949 July-04-2013
HP13-037           E5513941 Blank 0.023 0.0015 0.08 0 13U725949 July-04-2013
HP13-037           E5513960 OR-60b 2.38 2.57 2.89 2.25 13U725949 July-04-2013
HP13-038           E5513970 Blank 0.003 0.0015 0.08 0 13U730140 July-10-2013
HP13-038           E5513980 OR-67a 2.01 2.238 2.526 1.95 13U730140 July-10-2013
HP13-038           E5514000 OR-16b 2.09 2.21 2.42 2 13U730140 July-10-2013
HP13-038           E5514010 Blank 0.004 0.0015 0.08 0 13U730140 July-10-2013
HP13-039           E5514021 OR-15h 0.948 1.019 1.094 0.944 13U730265 July-12-2013
HP13-039           E5514030 Blank 0.002 0.0015 0.08 0 13U730265 July-12-2013
HP13-039           E5514050 Blank 0.0005 0.0015 0.08 0 13U730265 July-12-2013
HP13-039           E5514060 OR-15h 0.993 1.019 1.094 0.944 13U730265 July-12-2013
HP13-040           E5514080 Blank 0.002 0.0015 0.08 0 13U733998 July-26-2013
HP13-040           E5514090 OR-60b 2.28 2.57 2.89 2.25 13U733998 July-26-2013
HP13-040           E5514100 Blank 0.002 0.0015 0.08 0 13U733998 July-26-2013
HP13-040           E5514110 OR-6Pc 1.2 1.52 1.72 1.32 13U733998 July-26-2013
HP13-040           E5514121 OR-16b 2.02 2.21 2.42 2 13U732883 July-18-2013
HP13-040           E5514130 Blank 0.002 0.0015 0.08 0 13U732883 July-18-2013
HP13-040           E5514140 OR-204 0.955 1.043 1.158 0.927 13U732883 July-18-2013
HP13-041           E5514169 OR-204 1.00 1.043 1.158 0.927 13U733658 July-25-2013
HP13-041           E5514179 Blank 0.003 0.0015 0.08 0 13U733658 July-25-2013
HP13-041           E5514189 OR-203 0.252 0.871 0.961 0.781 13U733658 July-25-2013
HP13-041           E5514199 Blank 0.002 0.0015 0.08 0 13U733658 July-25-2013
HP13-041           E5514208 OR-151a 0.04 0.043 0.049 0.037 13U734001 July-25-2013
HP13-042           E5512579 Blank 0.009 0.0015 0.08 0 13U733999 July-30-2013
HP13-042           E5512589 OR-204 0.988 1.043 1.158 0.927 13U733999 July-30-2013
HP13-042           E5512599 Blank 0.003 0.0015 0.08 0 13U733999 July-30-2013
HP13-043           E5514220 Blank 0.006 0.0015 0.08 0 13U733997 July-26-2013
HP13-043           E5514231 OR-205 1.12 1.22 1.24 1.27 13U733997 July-26-2013
HP13-043           E5514240 Blank 0.0005 0.0015 0.08 0 13U733997 July-26-2013
HP13-043           E5514250 OR-6Pc 0.956 1.52 1.72 1.32 13U733997 July-26-2013
HP13-045           E5514270 Blank 0.012 0.0015 0.08 0 13U738086 August-09-2013
HP13-045           E5514280 OR-204 1 1.043 1.158 0.927 13U738086 August-09-2013
HP13-045           E5514290 Blank 0.004 0.0015 0.08 0 13U738086 August-09-2013
HP13-045           E5514300 OR-6Pc 1.35 1.52 1.72 1.32 13U738086 August-09-2013
HP13-045           E5514310 Blank <0.001 0.0015 0.08 0 13U738086 August-09-2013
HP13-045           E5514320 Blank 0.001 0.0015 0.08 0 13U738086 August-09-2013
HP13-046           E5512609 Blank 0.012 0.0015 0.08 0 13U738112 August-01-2013
HP13-046           E5512619 OR-204 0.979 1.043 1.158 0.927 13U738112 August-01-2013
HP13-046           E5512629 Blank 0.018 0.0015 0.08 0 13U738112 August-01-2013
HP13-047           E5514330 Blank 0.05 0.0015 0.08 0 13U738099 August-06-2013
HP13-047           E5514340 OR-18c 3.43 3.52 3.84 3.2 13U738099 August-06-2013
HP13-047           E5514350 Blank 0.04 0.0015 0.08 0 13U738099 August-06-2013
HP13-047           E5514360 OR-6Pc 1.39 1.52 1.72 1.32 13U738099 August-06-2013
HP13-047           E5514370 Blank 0.005 0.0015 0.08 0 13U738099 August-06-2013
HP13-048           E5514380 Blank 0.002 0.0015 0.08 0 13U739196 July-30-2013
HP13-048           E5514390 OR-203 0.884 0.871 0.961 0.781 13U739196 July-30-2013
HP13-048           E5514400 Blank 0.002 0.0015 0.08 0 13U739196 July-30-2013
HP13-048           E5514410 OR-204 1.07 1.043 1.158 0.927 13U739196 July-30-2013
HP13-048           E5514423 Blank 0.003 0.0015 0.08 0 13U739196 July-30-2013
HP13-048           E5514440 Blank 3.21 0.0015 0.08 0 13U739196 July-30-2013
HP13-048           E5514449 OR-15d 1.29 1.56 1.69 1.43 13U739196 July-30-2013
HP13-048           E5514460 OR-203 0.933 0.871 0.961 0.781 13U739218 July-29-2013
HP13-048           E5514472 Blank 0.002 0.0015 0.08 0 13U739218 July-29-2013



BHID Sample Standard/Blank Actual g/t Expected (g/t) Upper (g/t) Lower (g/t) Certificate Certificate Date
HP13-049           E5514483 Blank 0.001 0.0015 0.08 0 13U739194 July-30-2013
HP13-049           E5514500 OR-15d 1.49 1.56 1.69 1.43 13U739207 July-29-2013
HP13-049           E5514510 Blank 0.007 0.0015 0.08 0 13U739207 July-29-2013
HP13-049           E5514520 OR-204 0.98 1.043 1.158 0.927 13U739194 July-30-2013
HP13-049           E5514530 Blank 0.005 0.0015 0.08 0 13U739194 July-30-2013
HP13-050           E5514552 Blank 0.004 0.0015 0.08 0 13U740717 August-13-2013
HP13-050           E5514560 OR-60b 2.48 2.57 2.89 2.25 13U740717 August-13-2013
HP13-050           E5514580 Blank 0.002 0.0015 0.08 0 13U740717 August-13-2013
HP13-050           E5514590 OR-203 0.844 0.871 0.961 0.781 13U740717 August-13-2013
HP13-050           E5514600 Blank 0.008 0.0015 0.08 0 13U740735 August-09-2013
HP13-050           E5514610 OR-151a 0.039 0.043 0.049 0.037 13U740735 August-09-2013
HP13-051           E5512639 Blank 0.001 0.0015 0.08 0 13U743149 August-19-2013
HP13-051           E5512649 OR-203 0.84 0.871 0.961 0.781 13U743149 August-19-2013
HP13-051           E5512659 Blank 0.001 0.0015 0.08 0 13U743149 August-19-2013
HP13-051           E5512669 OR-204 0.889 1.043 1.158 0.927 13U743149 August-19-2013
HP13-051           E5512679 Blank 0.002 0.0015 0.08 0 13U743149 August-19-2013
HP13-051           E5512692 OR-15d 1.43 1.56 1.69 1.43 13U743149 August-19-2013
HP13-052 E5514630 Blank 0.003 0.0015 0.08 0 13U744527 August-21-2013
HP13-052 E5514649 Blank 0.004 0.0015 0.08 0 13U744527 August-21-2013
HP13-052 E5514670 Blank 0.006 0.0015 0.08 0 13U744527 August-21-2013
HP13-052 E5514690 Blank 0.001 0.0015 0.08 0 13U744527 August-21-2013
HP13-052           E5514640 OR-203 0.801 0.871 0.961 0.781 13U744527 August-21-2013
HP13-052           E5514660 OR-204 0.968 1.043 1.158 0.927 13U744527 August-21-2013
HP13-052           E5514680 OR-15d 1.45 1.56 1.69 1.43 13U744527 August-21-2013
HP13-052           E5514701 OR-16b 2.02 2.21 2.42 2 13U744527 August-21-2013
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St. Andrew Goldfields Ltd.

Hislop Township

West-East Cross Section 5371890 N

Au Scale:             
1 mm = 1 g Clipping: +/- 20m UTM: NAD83 0 50 100 150 200 250

1:5000
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Drill Hole ID Azimuth (°) Dip (°) Length (m) Claims

H13-010 269.2 -47.7 453 L23129, CP468
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H13-012 261.9 -49 375 CP468
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St. Andrew Goldfields Ltd.

Hislop Township

West-East Cross Section 5372000 N

Au Scale:             
1 mm = 1 g Clipping: +/- 20m UTM: NAD83 0 50 100 150 200 250

1:5000
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Drill Hole ID Azimuth (°) Dip (°) Length (m) Claims

H13-007 269.7 -46.2 480 CP468

H13-008 259.4 -48.5 324 CP468

H13-009 264.2 -50.9 465 L23129, CP468
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St. Andrew Goldfields Ltd.

Hislop Township

West-East Cross Section 5372080 N

Au Scale:             
1 mm = 1 g Clipping: +/- 30m UTM: NAD83 0 50 100 150 200 250

1:5000
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Drill Hole ID Azimuth (°) Dip (°) Length (m) Claims

H13-004 265 -50 492 CP468

H13-005 258.7 -48.2 498 CP468

H13-006 271 -49 459 CP468

H13-013 266.9 -48.5 499 L23129, CP468
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St. Andrew Goldfields Ltd.

Hislop Township

West-East Cross Section 5372200 N

Au Scale:             
1 mm = 1 g Clipping: +/- 30m UTM: NAD83

0 50 100 150 200 250
1:5000

Drill Hole ID Azimuth (°) Dip (°) Length (m) Claims

H13-001 264 -49.2 452 CP468

H13-002 262.2 -49 471 CP468

H13-003A 276.8 -46.7 381 CP468

H13-018 265 -50 528 L23129, CP468
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St. Andrew Goldfields Ltd.

Hislop Township

West-East Cross Section H13-014

Au Scale:             
1 mm = 1 g Clipping: +/- 20m UTM: NAD83 0 50 100 150 200 250

1:5000
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Drill Hole ID Azimuth (°) Dip (°) Length (m) Claims

H13-014 256.1 -49.9 204 L23129
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St. Andrew Goldfields Ltd.

Hislop Township

West-East Cross Section H13-015

Au Scale:             
1 mm = 1 g Clipping: +/- 20m UTM: NAD83 0 50 100 150 200 250

1:5000
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Drill Hole ID Azimuth (°) Dip (°) Length (m) Claims

H13-015 265 -47.8 483 L23129, CP468

Plan View
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St. Andrew Goldfields Ltd.

Hislop Township

West-East Cross Section H13-016

Au Scale:             
1 mm = 1 g Clipping: +/- 20m UTM: NAD83 0 50 100 150 200 250

1:5000
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Drill Hole ID Azimuth (°) Dip (°) Length (m) Claims

H13-016 261.5 -47.8 537 L23129, CP468
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St. Andrew Goldfields Ltd.

Hislop Township

West-East Cross Section H13-017

Au Scale:             
1 mm = 1 g Clipping: +/- 20m UTM: NAD83 0 50 100 150 200 250

1:5000
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Drill Hole ID Azimuth (°) Dip (°) Length (m) Claims

H13-017 211.6 -60.9 411 L23129, L24685
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St. Andrew Goldfields Ltd.

Hislop Township

Cross Section: HP13-001

Au Scale:             
1 mm = 1 g Clipping: +/- 20m UTM: NAD83 0 50 100 150 200 250

1:5000
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[ABSENT]

[ACG]

[AEO]

[HPO]

[IFO]

[IIO]

[IMO]

[IPF]

[IPO]

[ISO]

[ISP]

[LDO]

[LLB]

[LLO]

[QBX]

[SCO]

[SIA]

[SOO]

[VGB]

[VGO]

[VMA]

[VMM]

[VMP]

[VMT]

[VMV]

[VMX]

[VUO]

[VUX]

Drill Hole ID Azimuth (°) Dip (°) Length (m) Claims

HP13-001 208 -65.4 477 L23130, L24686
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St. Andrew Goldfields Ltd.

Hislop Township

Cross Section: HP13-002

Au Scale:             
1 mm = 1 g Clipping: +/- 20m UTM: NAD83 0 50 100 150 200 250

1:5000
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Drill Hole ID Azimuth (°) Dip (°) Length (m) Claims

HP13-002 42 -63.9 54 L24686

Plan View
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St. Andrew Goldfields Ltd.

Hislop Township

Cross Section: HP13-002A

Au Scale:             
1 mm = 1 g Clipping: +/- 20m UTM: NAD83 0 50 100 150 200 250

1:5000
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[ABSENT]

[ACG]

[AEO]

[HPO]

[IFO]

[IIO]

[IMO]

[IPF]

[IPO]

[ISO]

[ISP]

[LDO]

[LLB]

[LLO]

[QBX]

[SCO]

[SIA]

[SOO]

[VGB]

[VGO]

[VMA]

[VMM]

[VMP]

[VMT]

[VMV]

[VMX]

[VUO]

[VUX]

Drill Hole ID Azimuth (°) Dip (°) Length (m) Claims

HP13-002A 33 -64.9 549 L24686, L23130
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St. Andrew Goldfields Ltd.

Hislop Township

Cross Section: HP13-003

Au Scale:             
1 mm = 1 g Clipping: +/- 20m UTM: NAD83 0 50 100 150 200 250

1:5000

Lithology
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Drill Hole ID Azimuth (°) Dip (°) Length (m) Claims

HP13-003 207.2 -57.5 363 L23130, L24686

Plan View
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St. Andrew Goldfields Ltd.

Hislop Township

Cross Section: HP13-004

Au Scale:             
1 mm = 1 g Clipping: +/- 20m UTM: NAD83 0 50 100 150 200 250

1:5000
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St. Andrew Goldfields Ltd.

Hislop Township
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St. Andrew Goldfields Ltd.

Hislop Township

Cross Section: HP13-015
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Hislop Township
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Hislop Township
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St. Andrew Goldfields Ltd.

Hislop Township

Cross Section: HP13-019
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St. Andrew Goldfields Ltd.

Hislop Township

Cross Section: HP13-023
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St. Andrew Goldfields Ltd.

Hislop Township

Cross Section: HP13-024
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