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CERTIFICATE TB13151459

SAMPLE PREPARATION

To: STILLWATER CANADA INC.
ATTN: JOHN MCBRIDE
357-1100 MEMORIAL AVENUE
THUNDER BAY ON P7B 4A3

This is the Final Report and supersedes any preliminary report with this certificate number. Results apply to samples as

submitted. All pages of this report have been checked and approved for release.
***** See Appendix Page for comments regarding this certificate *****

ALS CODE DESCRIPTION
Project: SL-SULPHUR WEI-21 Received Sample Weight
LOG-22 Sample login - Rcd w/o BarCode
- i i - 0/
This report is for 247 Drill Core samples submitted to our lab in Thunder Bay, ON, CRU-31 Fine C_rUSh'ng 70% <2mm
Canada on 21-AUG-2013. CRU-QC Crushing QC Test
. . . . i . PUL-QC Pulverizing QC Test
The following have access to data associated with this certificate: |
PUL-31 Pulverize split to 85% <75 um
ANALYTICAL PROCEDURES
ALS CODE DESCRIPTION INSTRUMENT
S-1R08 Total Sulphur (Leco) LECO
C-1R0O7 Total Carbon (Leco) LECO

TS gl

Signature:

Colin Ramshaw, Vancouver Laboratory Manager
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CERTIFICATE OF ANALYSIS TB13151459
Method WEI-21 S-IR08 C-IR07
Analyte Recvd Wt. S C
. Units kg % %
Sample Description LOR 0.02 0.01 0.01
KO07401 2.02 0.56 0.10
K007402 1.49 0.84 0.09
K007403 0.99 0.77 0.10
K007404 0.74 0.46 0.05
KO07405 1.59 0.29 0.17
KO07406 1.68 0.13 0.06
K007407 1.78 0.24 0.07
K007408 1.51 0.47 0.10
KO07409 1.93 0.57 0.14
K007410 1.44 0.72 0.14
K007411 1.40 1.14 0.09
K007412 1.31 0.47 0.12
K007413 1.20 0.02 0.06
K007414 1.74 0.40 1.88
K007415 1.48 1.00 0.52
K007416 1.67 1.36 0.75
K007417 1.43 2.35 0.11
K007418 1.92 0.16 0.14
K007419 1.81 0.25 0.07
K007420 2.08 0.29 0.04
K007421 2.42 0.60 0.06
K007422 1.04 0.28 0.20
K007423 241 0.31 0.15
K007424 1.71 0.19 0.17
K007425 1.92 0.43 0.08
K007426 1.48 0.29 0.41
K007427 2.27 0.12 0.20
K007428 1.96 0.16 0.22
K007429 1.96 0.27 0.05
K007430 2.06 0.22 0.29
K007431 1.84 0.19 0.05
K007432 1.96 0.13 0.16
K007433 2.39 0.30 0.11
K007434 2.19 0.51 0.10
K007435 1.81 0.42 0.09
KO07436 1.78 0.17 0.15
K007437 2.04 0.45 0.11
K007438 2.18 0.31 0.07
K007439 1.91 0.81 0.05
K007440 1.89 0.10 0.28

%% See Appendix Page for comments regarding this certificate *****
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Method WEI-21 S-IR08 C-IR07
Analyte Recvd Wt. S C
. Units kg % %
Sample Description LOR 0.02 0.01 0.01
K007441 1.48 0.08 0.05
K007442 1.68 0.24 0.27
K007443 1.83 0.28 0.12
K007444 1.57 0.53 0.10
K007445 1.25 0.22 0.14
KO07446 2.16 0.09 0.12
KO07447 1.47 0.12 0.04
K007448 1.65 0.22 0.08
K007449 1.75 0.39 0.82
KO007450 1.97 0.08 0.06
K0O07451 1.70 0.05 0.07
K007452 2.39 0.06 0.11
K007453 2.41 0.05 0.06
K007454 1.99 0.05 0.10
KO07455 2.36 0.38 0.21
K007456 1.82 0.38 0.08
KO07457 1.91 0.49 0.09
K0O07458 1.44 1.05 0.23
K007459 1.72 0.10 0.04
KO07460 1.94 0.27 0.07
KO07461 1.30 0.15 0.05
K007462 2.09 0.82 0.16
KO07463 1.46 0.46 0.13
K007464 1.24 0.75 0.21
K007465 2.28 0.20 0.11
KO07466 2.07 0.29 0.06
KO07467 2.37 0.38 0.05
KO07468 1.98 0.24 0.06
KO07469 1.92 0.26 0.15
K007470 1.77 0.83 0.12
KO07471 1.87 0.01 0.03
K007472 2.00 0.11 0.05
KO07473 1.87 0.06 0.12
KO07474 0.81 0.02 0.06
K007475 1.57 0.37 0.21
KO07476 1.44 0.24 0.06
KO07477 2.00 0.27 0.55
K007478 1.28 0.11 0.10
KO07479 1.06 0.14 0.18
K007480 2.40 0.21 0.69

%% See Appendix Page for comments regarding this certificate *****
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Method WEI-21 S-IR08 C-IR07
Analyte Recvd Wt. S C
. Units kg % %
Sample Description LOR 0.02 0.01 0.01
K007481 1.14 0.09 0.31
K007482 1.58 0.99 0.15
K007483 1.84 0.77 0.33
K007484 1.81 0.49 0.19
K007485 1.64 0.22 0.17
KO07486 1.85 0.20 0.05
K007487 1.79 0.30 0.18
K007488 1.40 0.21 0.30
K007489 2.26 0.20 0.14
K007490 1.77 0.13 0.35
K007491 1.77 0.17 0.11
K007492 1.55 0.22 0.19
K007493 1.80 0.17 0.30
K007494 2.03 0.49 0.11
KO07495 2.68 0.55 0.16
KO007496 1.88 0.27 0.17
KO07497 2.06 0.23 0.09
K007498 2.19 0.26 0.20
K007499 1.43 0.32 0.19
KO07500 1.74 2.84 0.12
K008648 1.88 1.14 0.17
K008649 1.09 0.56 0.09
K008650 1.01 0.82 0.15
K008651 2.77 0.46 0.05
K008652 2.00 0.49 0.08
K008653 1.48 0.54 0.06
K008654 0.79 0.12 0.06
K008655 0.69 0.12 0.18
KO08656 2.09 1.82 0.53
K008657 1.32 0.23 0.06
K008658 1.39 0.24 0.05
K008659 1.36 0.97 0.72
K0O08660 1.64 1.54 0.28
K008661 2.32 0.24 0.06
K008662 1.74 0.23 0.05
K008663 1.78 0.23 0.10
K008664 1.78 0.13 0.24
KO08665 1.68 0.17 0.25
KO08666 1.39 0.59 0.16
K008667 1.36 0.30 0.10

%% See Appendix Page for comments regarding this certificate *****
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Method WEI-21 S-IR08 C-IR07
Analyte Recvd Wt. S C
. Units kg % %
Sample Description LOR 0.02 0.01 0.01
KO08668 1.38 0.35 0.06
K0O08669 1.01 0.27 0.07
K008670 1.46 0.14 0.03
K0O08671 1.66 0.13 0.04
K008672 1.31 0.39 0.05
K0O08673 1.72 0.37 0.04
K008674 1.76 0.14 0.03
K008675 1.49 0.12 0.03
KO08676 1.48 0.14 0.06
K0O08677 1.51 0.13 0.11
K0O08678 1.50 0.18 0.13
KO08679 1.36 0.15 0.23
K008680 1.67 0.22 0.05
K008681 1.35 0.16 0.05
K008682 1.51 0.17 0.06
K008683 1.85 0.17 0.03
K008684 1.82 0.37 0.05
K008685 1.34 0.18 0.01
K0O08686 1.52 0.17 0.03
K008687 1.21 0.17 0.05
K008688 1.27 0.38 0.17
K0O08689 1.13 0.50 0.22
K008690 1.67 0.99 0.17
K008691 2.48 0.04 0.34
K008692 1.71 0.26 0.65
K008693 1.93 0.17 0.12
K008694 2.05 0.18 0.12
K008695 2.17 0.03 0.04
KO08696 2.35 0.13 0.21
K008697 1.67 0.19 0.08
K008698 2.13 0.21 0.08
K008699 3.36 0.19 0.05
K008700 1.34 0.14 0.05
K008701 1.57 0.16 0.03
K008702 1.69 0.18 0.04
K008703 1.93 0.27 0.07
K008704 1.65 0.16 0.06
K008705 1.53 0.15 0.11
KO08706 1.19 0.16 0.09
K008707 2.02 0.23 0.09

%% See Appendix Page for comments regarding this certificate *****
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Method WEI-21 S-IR08 C-IR07
Analyte Recvd Wt. S C
. Units kg % %
Sample Description LOR 0.02 0.01 0.01
K008708 1.79 0.15 0.05
K008709 1.97 0.21 0.07
K008710 1.23 0.17 0.06
KO08711 0.81 0.06 0.06
K008712 0.97 0.11 0.08
K008713 2.07 0.17 0.08
K008714 2.18 0.18 0.06
K008715 1.92 0.21 0.08
K008716 1.90 0.18 0.08
K008717 1.13 0.16 0.11
K008718 1.70 0.08 0.22
K008719 1.33 0.31 0.09
K008720 1.95 0.12 0.09
K008721 1.92 0.14 0.06
K008722 1.79 0.15 0.13
K008723 1.11 0.18 0.15
K008724 1.68 0.08 0.05
K008725 2.13 0.09 0.05
K008726 1.82 0.13 0.08
K008727 1.82 0.22 0.12
K008728 1.59 0.15 0.17
K008729 1.71 0.11 0.09
K008730 1.70 0.12 0.05
K008731 217 0.14 0.05
K008732 2.32 0.16 0.09
K008733 1.83 0.16 0.09
K008734 1.18 0.15 0.06
K008735 1.89 0.06 0.03
K0O08736 1.85 0.03 0.02
K008737 1.77 0.03 0.02
K008738 1.29 0.03 0.04
K008739 0.85 0.05 0.04
K008740 1.44 0.51 0.03
K008741 1.88 0.16 0.12
K008742 1.07 0.20 0.05
K008743 1.36 0.17 0.09
K008744 0.85 0.11 0.11
K008745 1.70 0.18 0.13
K0O08746 1.31 0.10 0.13
K008747 2.37 0.12 0.12

%% See Appendix Page for comments regarding this certificate *****
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Method WEI-21 S-IR08 C-IR07
Analyte Recvd Wt. S C
. Units kg % %
Sample Description LOR 0.02 0.01 0.01
K008748 2.34 0.05 0.07
K008749 2.34 0.16 0.09
K008750 2.21 0.14 0.32
K0O08751 1.87 0.20 0.22
K008752 1.96 0.18 0.07
KO08753 1.90 0.14 0.06
K008754 1.90 0.23 0.11
K008755 2.04 0.18 0.19
K008756 1.68 0.07 0.24
K008757 1.49 0.04 0.19
K008758 1.33 0.12 0.13
K008759 1.87 0.14 0.27
K008760 1.77 0.12 0.05
K008761 1.88 0.16 0.11
K008762 2.03 0.20 0.11
K008763 1.53 0.18 0.06
K008764 2.07 0.16 0.20
K008765 1.55 0.23 0.27
KO08766 1.29 0.11 0.44
KO08767 1.81 0.07 0.13
K008768 1.59 0.15 0.16
KO08769 2.06 0.12 0.16
K008770 1.99 0.13 0.16
K008771 1.69 0.14 0.04
K008772 1.55 0.23 0.06
K008773 1.90 0.25 0.07
K008774 1.94 0.20 0.20
K008775 1.48 0.14 0.18
KO08776 1.99 0.20 0.20
KO08777 1.39 0.31 0.06
K0O08778 1.30 0.17 0.04
K008779 1.86 0.16 0.22
K008780 1.79 0.74 0.14
K008781 2.23 0.28 0.19
K008782 2.40 0.05 0.03
K008783 2.05 0.09 0.04
K008784 2.40 0.26 0.16
K008785 2.17 0.18 0.20
KO08786 2.01 0.23 0.13
K008787 2.01 0.23 0.03

%% See Appendix Page for comments regarding this certificate *****
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Method WEI-21 S-IR08 C-IR07
Analyte Recvd Wt. S C
. Units kg % %
Sample Description LOR 0.02 0.01 0.01
K0O08788 2.57 0.26 0.04
K008789 2.25 0.50 0.20
K008790 2.09 0.38 0.25
K0O08791 2.14 0.46 0.23
K008792 2.25 0.36 0.26
KO08793 1.47 1.73 0.12
K008794 1.55 0.07 0.04

%% See Appendix Page for comments regarding this certificate *****
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Minerals
CERTIFICATE OF ANALYSIS TB13151459
CERTIFICATE COMMENTS
LABORATORY ADDRESSES
Processed at ALS Thunder Bay located at 1160 Commerce Street, Thunder Bay, ON, Canada.
Applies to Method: | CRU-31 CRU-QC LOG-22 PUL-31
PUL-QC SPL-21 WEI-21

Applies to Method:

Processed at ALS Vancouver located at 2103 Dollarton Hwy, North Vancouver, BC, Canada.
C-IRO7 S-IR08
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