
ALS CODE DESCRIPTION

SAMPLE PREPARATION

WEI-21 Received Sample Weight
LOG-22 Sample login - Rcd w/o BarCode
CRU-31 Fine crushing  - 70% <2mm
LOG-23 Pulp Login - Rcvd with Barcode
PUL-QC Pulverizing QC Test
SPL-21 Split sample - riffle splitter
PUL-31 Pulverize split to 85% <75 um

ALS CODE DESCRIPTION INSTRUMENT

ANALYTICAL PROCEDURES

PGM-ICP23 ICP-AESPt, Pd,  Au 30g FA ICP
ME-MS61 48 element four acid ICP-MS

CERTIFICATE   SD14135512

This report is for 5 Rock samples submitted to our lab in Sudbury, ON, Canada on 
5-SEP-2014.

Project: 644
P.O. No.: 967004

The following have access to data associated with this certificate:
PETER ANDERSEN JOSHUA BAILEY NATALIE MACLEAN
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WALLBRIDGE MINING COMPANY LTD.
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CERTIFICATE OF ANALYSIS    SD14135512 

Sample Description

Method
Analyte
Units
LOR 

WEI-21 PGM-ICP23 PGM-ICP23 PGM-ICP23 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
Recvd Wt. Au Pt Pd Ag Al As Ba Be Bi Ca Cd Ce Co Cr

kg ppm ppm ppm ppm % ppm ppm ppm ppm % ppm ppm ppm ppm
0.02 0.001 0.005 0.001 0.01 0.01 0.2 10 0.05 0.01 0.01 0.02 0.01 0.1 1

P446469 1.07 0.005 0.008 0.012 0.08 7.48 1.1 790 0.98 0.07 3.09 0.09 74.8 25.5 125
P446470 0.81 0.002 0.009 0.011 0.07 7.70 1.0 750 0.90 0.07 3.11 0.03 73.0 30.0 132
P446471 1.22 0.007 0.019 0.023 0.16 7.58 1.1 720 1.02 0.13 3.73 0.13 71.8 35.2 135
P446472 1.45 0.001 <0.005 <0.001 0.07 6.62 0.7 330 1.90 0.12 1.69 0.03 48.5 18.8 5
P446479 0.08 0.122 0.319 5.21 0.20 5.32 0.9 40 0.10 0.17 4.71 0.10 2.05 83.8 236

***** See Appendix Page for comments regarding this certificate *****
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Sample Description

Method
Analyte
Units
LOR 

ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
Cs Cu Fe Ga Ge Hf In K La Li Mg Mn Mo Na Nb

ppm ppm % ppm ppm ppm ppm % ppm ppm % ppm ppm % ppm
0.05 0.2 0.01 0.05 0.05 0.1 0.005 0.01 0.5 0.2 0.01 5 0.05 0.01 0.1

P446469 0.94 89.7 4.96 20.3 0.15 3.7 0.058 1.66 37.4 18.8 1.98 730 1.05 2.54 7.0
P446470 1.07 94.9 5.06 20.2 0.14 3.4 0.039 1.84 36.5 18.8 2.11 711 0.87 2.46 7.3
P446471 1.00 222 5.60 19.35 0.14 3.8 0.048 1.61 35.5 8.3 2.31 791 0.94 2.36 7.0
P446472 1.07 381 6.06 23.7 0.10 3.7 0.052 0.95 22.3 16.6 1.75 594 0.51 3.34 7.3
P446479 0.89 470 7.74 9.27 <0.05 0.2 0.032 0.19 0.9 18.2 9.23 1400 0.62 0.55 0.2

***** See Appendix Page for comments regarding this certificate *****



    Page: 2 - C
Total # Pages: 2  (A - D)

Plus Appendix Pages
Finalized Date: 13-SEP-2014

Account: RLH

ALS Canada Ltd.

2103 Dollarton Hwy
North Vancouver BC V7H 0A7 
Phone: 604 984 0221       Fax: 604 984 0218    www.alsglobal.com

WALLBRIDGE MINING COMPANY LTD.
129 FIELDING RD
LIVELY ON P3Y 1L7 
 

To:

Project: 644

CERTIFICATE OF ANALYSIS    SD14135512 

Sample Description

Method
Analyte
Units
LOR 

ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
Ni P Pb Rb Re S Sb Sc Se Sn Sr Ta Te Th Ti

ppm ppm ppm ppm ppm % ppm ppm ppm ppm ppm ppm ppm ppm %
0.2 10 0.5 0.1 0.002 0.01 0.05 0.1 1 0.2 0.2 0.05 0.05 0.2 0.005

P446469 131.5 830 10.7 54.0 <0.002 0.15 0.06 16.2 1 0.9 488 0.35 0.05 8.0 0.409
P446470 126.5 870 8.5 68.2 <0.002 0.16 0.07 17.0 1 0.9 493 0.35 0.09 7.3 0.435
P446471 248 850 12.5 52.9 <0.002 0.22 0.08 18.2 1 1.0 454 0.40 0.05 7.2 0.425
P446472 21.9 1670 2.9 62.4 <0.002 0.11 0.08 18.9 1 1.6 87.3 0.49 <0.05 5.7 0.885
P446479 743 20 5.2 7.9 <0.002 0.18 0.55 46.4 1 <0.2 84.0 <0.05 0.37 <0.2 0.100

***** See Appendix Page for comments regarding this certificate *****
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Sample Description

Method
Analyte
Units
LOR 

ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
Tl U V W Y Zn Zr

ppm ppm ppm ppm ppm ppm ppm
0.02 0.1 1 0.1 0.1 2 0.5

P446469 0.35 0.8 125 0.2 15.7 89 166.5
P446470 0.51 0.8 132 0.3 16.4 82 150.5
P446471 0.32 1.1 136 0.3 19.4 90 167.0
P446472 0.44 1.9 201 0.5 23.4 36 166.0
P446479 0.09 <0.1 149 1.1 2.6 88 6.1

***** See Appendix Page for comments regarding this certificate *****
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CERTIFICATE COMMENTS

ANALYTICAL COMMENTS
REE's may not be totally soluble in this method.
ME-MS61Applies to Method:

LABORATORY ADDRESSES
Processed at ALS Sudbury located at 1351-B Kelly Lake Road, Unit #1, Sudbury, ON, Canada.
CRU-31Applies to Method: LOG-22 LOG-23 PUL-31
PUL-QC SPL-21 WEI-21

Processed at ALS Vancouver located at 2103 Dollarton Hwy, North Vancouver, BC, Canada.
ME-MS61Applies to Method: PGM-ICP23
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