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Certificate of Analysis
Work Order : SU1600658 


[Report File No.: 0000007638]


Bill Stone


PACIFIC NORTHWEST CAPITAL


101-2148 WEST 38TH AVENUE


VANCOUVER  BC  V6M 1R9


To: Date: Aug 23, 2016


P.O. No.              


Project No.          


No. Of Samples   


Date Submitted   


Report Comprises


-


-


38


Jul 29, 2016


Pages  1  to  11


(Inclusive of Cover Sheet)


:


:


:


:


:


Distribution of unused material:
To Be Determined: 


Sample Preparation performed at the SGS Sudbury site.


Detection limit for Pb  increased as indicated due to sample matrix interference


Comments:


Certified By  : __________________________________


Sarah  Thyret


Project Coordinator


SGS Minerals Services (Lakefield) is accredited by Standards Council of Canada (SCC) and conforms to the requirements of ISO/IEC 17025 for 


specific tests as indicated on the scope of accreditation to be found at http://www.scc.ca/en/programs/lab/mineral.shtml


M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion


= Composition of this sample makes detection impossible by this method


= Insufficient Sample


= No result


I.S.


--


= Listed not received


= Not applicable


L.N.R.


n.a.


*INF


Report Footer:


Methods marked with an asterisk (e.g. *NAA08V) were subcontracted


Elements marked with the @ symbol (e.g. @Cu) denote assays performed using accredited test methods


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Minerals  185 Concession Street   Lakefield   ON   K0L 2H0  t+1(705) 652-2000  f+1(705) 652-6365  www.ca.sgs.com
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91062-2016 5 21 54 <2 4.61 6 21 <0.5


91069-2016 7 31 22 <2 2.28 4 16 <0.5


FR 0-2016 133 1033 2701 <2 2.22 3 177 <0.5


FR 7-2016 197 1396 4060 <2 3.24 4 113 <0.5


JB 8-2016 36 231 583 <2 2.61 <3 36 <0.5


FR 3-2016 9 73 127 <2 2.86 4 285 <0.5


JB 7-2016 9 20 31 <2 2.34 3 433 <0.5


TR-09-2016 30 250 305 <2 2.41 6 39 <0.5


FR 2-2016 114 447 1406 <2 2.97 <3 360 <0.5


BW-05-087-2016 95 709 771 <2 3.17 5 29 <0.5


FR 2A-2016 188 936 3061 <2 2.33 3 138 <0.5


TR 2-2016 158 1215 3536 <2 3.31 5 8 <0.5


91070-2016 3 15 34 <2 1.11 <3 133 <0.5


FR 02-2016 41 141 391 <2 1.90 <3 28 <0.5


ND175-06-2016 107 1773 183 <2 1.40 <3 24 <0.5


FR 4-2016 110 612 1505 <2 2.70 4 172 <0.5


FR 1-2016 41 <10 4 <2 1.99 4 366 <0.5


19653-2016 3 <10 8 <2 9.96 12 48 <0.5


DL 0-2016 4 14 9 <2 3.16 6 74 <0.5


91066-2016 122 1940 6809 <2 2.92 6 23 <0.5


LL-02-2016 12 315 522 <2 1.89 <3 18 <0.5


P092-05-2016 3 <10 1 <2 1.35 <3 993 <0.5


P276-04-2016 13 146 595 <2 4.80 7 26 <0.5


LH 6-2016 44 136 396 <2 2.48 4 43 <0.5


52468-2016 2 13 12 <2 7.21 9 56 <0.5


ND183-06-2016 26 669 631 <2 3.54 5 26 <0.5


LH 9-2016 126 1138 3222 <2 2.05 4 49 <0.5


214398-2016 23 116 384 <2 4.89 4 59 <0.5


LH 10-2016 1 <10 2 <2 0.76 <3 44 <0.5


PW415-2016 2 11 12 <2 1.98 3 29 <0.5


214104-2016 172 755 1738 <2 8.86 9 21 <0.5


LH 5-2016 7 126 373 <2 3.12 4 35 <0.5


144406-2016 15 60 165 <2 3.15 4 69 <0.5


TR 1-2016 52 264 716 <2 1.72 4 45 <0.5


144417-2016 2 <10 5 <2 5.75 7 44 <0.5


*Dup 144417-2016 2 <10 5 <2 6.40 9 44 <0.5


P167-04-2016 2 <10 9 <2 8.76 10 88 <0.5


P171-04-2016 11 44 52 <2 2.06 3 96 <0.5


214104A-2016 5 11 19 <2 1.63 <3 194 <0.5


*Rep 19653-2016 3 <10 8


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Minerals  185 Concession Street   Lakefield   ON   K0L 2H0  t+1(705) 652-2000  f+1(705) 652-6365  www.ca.sgs.com
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*Rep 19653-2016 <2 10.2 11 37 <0.5


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Minerals  185 Concession Street   Lakefield   ON   K0L 2H0  t+1(705) 652-2000  f+1(705) 652-6365  www.ca.sgs.com
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91062-2016 <5 2.87 <1 4 22 132 0.63 1


91069-2016 <5 1.42 <1 5 19 113 0.78 <1


FR 0-2016 <5 1.03 <1 11 35 436 1.62 <1


FR 7-2016 <5 1.16 <1 46 22 1941 2.79 <1


JB 8-2016 <5 1.35 <1 34 60 379 3.13 <1


FR 3-2016 <5 0.90 <1 17 28 66.0 2.25 <1


JB 7-2016 <5 0.51 <1 24 45 254 3.56 <1


TR-09-2016 <5 0.71 <1 40 47 666 2.80 <1


FR 2-2016 <5 0.79 <1 22 62 871 3.11 <1


BW-05-087-2016 <5 1.72 <1 14 11 748 1.40 <1


FR 2A-2016 <5 0.76 <1 18 79 832 2.64 1


TR 2-2016 6 0.28 <1 59 348 2483 4.64 1


91070-2016 <5 0.35 <1 28 207 142 2.03 <1


FR 02-2016 <5 0.54 <1 24 52 874 2.92 <1


ND175-06-2016 <5 0.78 <1 12 14 591 1.66 <1


FR 4-2016 <5 1.03 <1 19 43 720 1.90 <1


FR 1-2016 <5 0.80 <1 21 32 732 2.74 <1


19653-2016 <5 5.32 <1 5 13 38.4 1.08 2


DL 0-2016 <5 1.65 <1 16 36 76.2 2.22 2


91066-2016 <5 1.70 <1 26 15 723 1.52 <1


LL-02-2016 <5 1.03 <1 15 29 235 1.99 <1


P092-05-2016 <5 0.71 <1 11 60 17.7 3.06 <1


P276-04-2016 <5 2.89 <1 7 20 71.3 0.87 <1


LH 6-2016 <5 0.46 <1 28 91 750 3.29 <1


52468-2016 <5 3.93 <1 16 13 31.3 1.61 1


ND183-06-2016 <5 2.32 <1 8 23 364 1.18 <1


LH 9-2016 <5 0.46 <1 28 64 1504 2.67 <1


214398-2016 <5 2.73 <1 15 49 247 3.02 2


LH 10-2016 <5 0.12 <1 3 25 15.2 1.48 <1


PW415-2016 <5 1.23 <1 5 13 59.5 0.89 <1


214104-2016 7 4.48 <1 9 58 2652 1.74 2


LH 5-2016 <5 0.17 <1 31 169 108 3.97 1


144406-2016 <5 1.58 <1 16 74 630 1.48 <1


TR 1-2016 <5 0.47 <1 14 40 816 2.09 <1


144417-2016 <5 3.37 <1 21 11 73.6 2.32 1


*Dup 144417-2016 <5 3.38 <1 21 12 74.4 2.33 <1


P167-04-2016 <5 4.68 <1 7 14 35.5 0.97 1


P171-04-2016 <5 1.02 <1 14 70 434 2.07 <1


214104A-2016 <5 0.43 <1 50 83 494 6.21 <1


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Minerals  185 Concession Street   Lakefield   ON   K0L 2H0  t+1(705) 652-2000  f+1(705) 652-6365  www.ca.sgs.com
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*Rep 19653-2016 <5 5.32 <1 5 13 37.5 1.10 1


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Minerals  185 Concession Street   Lakefield   ON   K0L 2H0  t+1(705) 652-2000  f+1(705) 652-6365  www.ca.sgs.com
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91062-2016 0.06 0.6 8 0.44 123 2 0.69 13


91069-2016 0.04 2.4 5 0.40 133 1 0.39 18


FR 0-2016 0.33 1.1 11 0.92 206 2 0.24 73


FR 7-2016 0.31 2.2 16 1.32 261 2 0.32 417


JB 8-2016 0.12 0.8 3 1.99 292 1 0.40 244


FR 3-2016 0.56 1.0 13 1.55 303 2 0.26 65


JB 7-2016 1.57 16.3 21 1.79 393 2 0.12 76


TR-09-2016 0.09 1.6 16 1.73 299 <1 0.17 275


FR 2-2016 0.64 <0.5 18 2.11 388 2 0.17 123


BW-05-087-2016 0.06 0.6 6 0.72 193 2 0.46 94


FR 2A-2016 0.24 <0.5 16 1.65 339 2 0.14 138


TR 2-2016 0.04 <0.5 20 3.78 503 2 0.04 638


91070-2016 0.24 21.7 13 0.76 140 228 0.09 255


FR 02-2016 0.07 3.0 17 1.85 366 <1 0.07 115


ND175-06-2016 0.04 5.3 3 0.79 186 1 0.20 44


FR 4-2016 0.35 2.5 11 1.07 196 1 0.29 124


FR 1-2016 0.64 7.4 14 1.40 326 2 0.14 56


19653-2016 0.07 <0.5 2 0.23 103 5 1.11 35


DL 0-2016 0.14 2.8 13 1.06 185 2 0.43 66


91066-2016 0.05 1.9 7 0.45 150 2 0.50 196


LL-02-2016 0.07 1.2 12 1.17 294 4 0.21 56


P092-05-2016 0.57 14.5 21 1.28 182 <1 0.11 33


P276-04-2016 0.05 3.9 6 0.41 147 3 0.72 52


LH 6-2016 0.08 1.8 20 2.44 429 <1 0.07 125


52468-2016 0.13 0.8 7 1.02 154 3 0.77 149


ND183-06-2016 0.05 0.9 4 0.55 203 2 0.52 42


LH 9-2016 0.07 0.8 16 1.95 360 1 0.09 152


214398-2016 0.15 4.5 8 0.37 123 3 0.76 204


LH 10-2016 0.54 7.7 25 0.43 293 <1 0.06 11


PW415-2016 0.05 0.6 4 0.48 201 1 0.29 15


214104-2016 0.06 0.9 5 0.17 65 4 1.03 469


LH 5-2016 0.11 9.6 33 3.21 383 2 0.06 133


144406-2016 0.21 1.8 3 0.46 89 2 0.49 123


TR 1-2016 0.07 1.7 24 1.46 257 2 0.11 103


144417-2016 0.10 <0.5 3 1.59 247 3 0.76 173


*Dup 144417-2016 0.10 0.5 3 1.68 261 3 0.75 178


P167-04-2016 0.22 2.9 9 0.60 112 4 0.94 48


P171-04-2016 0.24 3.9 2 0.57 118 2 0.35 116


214104A-2016 0.23 4.1 5 0.32 40 18 0.24 110


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Minerals  185 Concession Street   Lakefield   ON   K0L 2H0  t+1(705) 652-2000  f+1(705) 652-6365  www.ca.sgs.com
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*Rep 19653-2016 0.07 <0.5 2 0.23 105 5 1.13 36


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Minerals  185 Concession Street   Lakefield   ON   K0L 2H0  t+1(705) 652-2000  f+1(705) 652-6365  www.ca.sgs.com
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91062-2016 <0.01 <30 0.02 <5 1.5 <10 115 <0.01


91069-2016 <0.01 <30 0.02 <5 2.0 <10 73 0.01


FR 0-2016 0.01 <30 0.05 <5 2.7 <10 48 0.08


FR 7-2016 <0.01 <30 0.60 <5 1.3 <10 85 0.03


JB 8-2016 0.01 <30 0.06 <5 1.0 <10 64 0.02


FR 3-2016 <0.01 <30 <0.01 <5 2.1 <10 44 0.08


JB 7-2016 0.03 <30 0.09 6 4.9 <10 16 0.18


TR-09-2016 <0.01 <30 0.27 <5 2.8 <10 31 0.05


FR 2-2016 <0.01 <30 0.09 7 2.6 <10 28 0.10


BW-05-087-2016 <0.01 <30 0.11 <5 1.8 <10 73 0.01


FR 2A-2016 <0.01 <30 0.09 <5 2.7 <10 24 0.08


TR 2-2016 <0.01 <30 0.47 7 3.6 <10 <5 0.04


91070-2016 0.01 <30 0.51 <5 1.3 <10 41 0.05


FR 02-2016 0.01 <30 0.11 <5 3.7 <10 9 0.08


ND175-06-2016 0.03 <30 0.05 <5 3.5 <10 24 0.05


FR 4-2016 <0.01 <30 0.13 <5 2.1 <10 63 0.06


FR 1-2016 0.04 <30 0.09 6 4.3 <10 21 0.14


19653-2016 <0.01 <30 <0.01 7 0.7 <10 163 <0.01


DL 0-2016 0.02 <30 0.09 <5 2.3 <10 62 0.08


91066-2016 <0.01 <30 0.37 <5 2.2 <10 90 0.01


LL-02-2016 <0.01 <30 0.07 <5 3.9 <10 42 0.03


P092-05-2016 0.18 <30 0.06 <5 2.0 <10 49 0.16


P276-04-2016 <0.01 <30 0.04 <5 2.1 <10 138 <0.01


LH 6-2016 0.01 <30 0.11 5 3.6 <10 19 0.07


52468-2016 <0.01 <30 0.02 6 0.8 <10 126 0.01


ND183-06-2016 <0.01 <30 0.05 <5 2.9 <10 92 0.02


LH 9-2016 <0.01 <30 0.21 <5 3.2 <10 14 0.04


214398-2016 0.04 <30 0.07 7 2.3 <10 122 0.07


LH 10-2016 0.04 <30 0.03 <5 3.6 <10 9 0.08


PW415-2016 <0.01 <30 <0.01 <5 1.7 <10 48 0.03


214104-2016 <0.01 <30 0.30 6 1.0 <10 162 0.01


LH 5-2016 0.01 <30 0.08 5 3.5 <10 25 0.04


144406-2016 0.01 <30 0.12 <5 1.7 <10 83 0.04


TR 1-2016 <0.01 <30 0.06 <5 4.0 <10 18 0.05


144417-2016 <0.01 <30 0.02 6 0.8 <10 111 0.02


*Dup 144417-2016 <0.01 <30 0.02 6 0.8 <10 110 0.02


P167-04-2016 0.01 <30 <0.01 8 1.2 <10 196 0.03


P171-04-2016 0.03 <30 0.08 <5 2.2 <10 50 0.08


214104A-2016 <0.01 <30 1.87 <5 3.2 <10 84 0.05


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Minerals  185 Concession Street   Lakefield   ON   K0L 2H0  t+1(705) 652-2000  f+1(705) 652-6365  www.ca.sgs.com
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*Rep 19653-2016 <0.01 <30 <0.01 6 0.7 <10 166 0.01


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Minerals  185 Concession Street   Lakefield   ON   K0L 2H0  t+1(705) 652-2000  f+1(705) 652-6365  www.ca.sgs.com
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91062-2016 9 <10 0.6 6 <0.5


91069-2016 11 <10 0.8 8 <0.5


FR 0-2016 27 <10 1.1 25 <0.5


FR 7-2016 15 <10 0.7 41 0.9


JB 8-2016 36 <10 0.7 11 0.7


FR 3-2016 24 <10 0.7 32 <0.5


JB 7-2016 70 <10 3.5 48 1.2


TR-09-2016 23 <10 0.9 39 <0.5


FR 2-2016 29 <10 0.7 46 <0.5


BW-05-087-2016 12 <10 0.5 19 <0.5


FR 2A-2016 26 <10 0.8 36 <0.5


TR 2-2016 36 <10 1.4 68 <0.5


91070-2016 17 <10 1.9 30 0.7


FR 02-2016 29 <10 1.6 42 0.7


ND175-06-2016 29 <10 2.5 15 0.9


FR 4-2016 20 <10 0.9 25 0.9


FR 1-2016 40 <10 4.5 25 2.5


19653-2016 13 <10 <0.5 4 <0.5


DL 0-2016 60 <10 3.2 15 1.4


91066-2016 14 <10 0.8 12 0.6


LL-02-2016 22 <10 0.8 17 <0.5


P092-05-2016 57 <10 3.0 59 <0.5


P276-04-2016 13 <10 0.9 6 <0.5


LH 6-2016 34 <10 1.5 62 <0.5


52468-2016 9 <10 <0.5 6 <0.5


ND183-06-2016 14 <10 0.9 13 <0.5


LH 9-2016 27 <10 0.8 62 <0.5


214398-2016 120 <10 4.2 26 1.2


LH 10-2016 13 <10 6.1 39 8.0


PW415-2016 10 <10 0.9 9 <0.5


214104-2016 36 <10 0.7 6 0.5


LH 5-2016 53 <10 2.1 54 0.9


144406-2016 36 <10 1.0 13 1.6


TR 1-2016 26 <10 1.7 20 <0.5


144417-2016 31 <10 <0.5 9 <0.5


*Dup 144417-2016 29 <10 <0.5 10 <0.5


P167-04-2016 19 <10 1.3 9 1.1


P171-04-2016 119 <10 3.2 17 1.3


214104A-2016 65 <10 0.6 28 <0.5


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Minerals  185 Concession Street   Lakefield   ON   K0L 2H0  t+1(705) 652-2000  f+1(705) 652-6365  www.ca.sgs.com
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*Rep 19653-2016 14 <10 <0.5 4 <0.5


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .
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Certificate of Analysis
Work Order : SU1600679 


[Report File No.: 0000007602]


Richard Zemorov


PACIFIC NORTHWEST CAPITAL


101-2148 WEST 38TH AVENUE


VANCOUVER  BC  V6M 1R9


To: Date: Aug 19, 2016


P.O. No.              


Project No.          


No. Of Samples   


Date Submitted   


Report Comprises


-


-


16


Aug 15, 2016


Pages  1  to  6


(Inclusive of Cover Sheet)


:


:


:


:


:


Distribution of unused material:
To Be Determined: 


Sample Preparation performed at the SGS Sudbury site.


Detection limit for Pb, and Cu  increased as indicated due to sample matrix interference


Comments:


Certified By  : __________________________________


Sarah  Thyret


Project Coordinator


SGS Minerals Services (Lakefield) is accredited by Standards Council of Canada (SCC) and conforms to the requirements of ISO/IEC 17025 for 


specific tests as indicated on the scope of accreditation to be found at http://www.scc.ca/en/programs/lab/mineral.shtml


M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion


= Composition of this sample makes detection impossible by this method


= Insufficient Sample


= No result


I.S.


--


= Listed not received


= Not applicable


L.N.R.


n.a.


*INF


Report Footer:


Methods marked with an asterisk (e.g. *NAA08V) were subcontracted


Elements marked with the @ symbol (e.g. @Cu) denote assays performed using accredited test methods


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Minerals  185 Concession Street   Lakefield   ON   K0L 2H0  t+1(705) 652-2000  f+1(705) 652-6365  www.ca.sgs.com
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RZ2016-001 16 <10 3 <2 4.02 3 1024 0.5


RZ2016-002 3 <10 2 <2 3.08 5 562 <0.5


RZ2016-003 1 <10 3 <2 4.63 5 1209 <0.5


RZ2016-004 3 <10 <1 <2 2.40 4 1092 <0.5


RZ2016-005 1 <10 1 <2 3.61 3 1328 <0.5


RZ2016-006 1 <10 <1 <2 0.81 <3 55 <0.5


RZ2016-007 2 <10 2 <2 1.62 5 420 <0.5


RZ2016-008 68 246 291 <2 4.85 7 38 <0.5


RZ2016-009 27 132 88 <2 0.26 <3 12 <0.5


RZ2016-011 1 <10 1 <2 2.61 5 715 0.5


RZ2016-012 1 <10 2 <2 4.20 5 675 0.5


RZ2016-013 1 <10 2 <2 5.40 10 1754 0.7


RZ2016-014 2 <10 <1 <2 1.73 <3 423 <0.5


12 Aug 16-01 3 16 16 <2 2.79 4 47 <0.5


12 Aug 16-02 15 89 11 <2 3.21 4 26 <0.5


12 Aug 16-03 5 13 9 <2 2.73 5 47 <0.5


*Rep RZ2016-006 2 <10 <1


*Rep RZ2016-007 <2 1.65 4 439 <0.5


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)


SGS Canada Inc. Minerals  185 Concession Street   Lakefield   ON   K0L 2H0  t+1(705) 652-2000  f+1(705) 652-6365  www.ca.sgs.com
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RZ2016-001 <5 0.34 <1 25 247 19 5.38 <1


RZ2016-002 <5 0.37 <1 22 228 69 4.38 1


RZ2016-003 <5 0.30 <1 32 260 60 6.41 1


RZ2016-004 <5 0.92 <1 16 25 23 4.40 <1


RZ2016-005 <5 1.04 <1 27 193 23 5.32 1


RZ2016-006 <5 0.04 <1 1 26 <5 1.18 <1


RZ2016-007 <5 0.50 <1 28 176 15 2.64 <1


RZ2016-008 <5 2.59 <1 23 67 823 1.65 <1


RZ2016-009 <5 0.21 <1 34 243 1078 3.08 <1


RZ2016-011 <5 0.77 <1 17 65 36 3.87 <1


RZ2016-012 <5 0.18 1 24 216 <5 6.01 <1


RZ2016-013 <5 0.88 <1 21 219 <5 6.01 <1


RZ2016-014 <5 0.78 <1 8 26 12 2.85 <1


12 Aug 16-01 <5 1.16 <1 20 23 42 2.72 <1


12 Aug 16-02 <5 1.67 <1 11 20 142 1.45 <1


12 Aug 16-03 <5 1.51 <1 19 142 71 3.06 <1


*Rep RZ2016-007 <5 0.53 <1 28 179 16 2.70 <1


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)
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RZ2016-001 2.89 19.9 37 2.77 540 9 0.06 149


RZ2016-002 1.65 24.9 23 1.97 405 3 0.08 85


RZ2016-003 3.71 32.5 37 3.14 716 4 0.10 133


RZ2016-004 1.59 23.3 19 1.38 339 3 0.09 19


RZ2016-005 2.74 13.3 25 2.71 528 2 0.08 100


RZ2016-006 0.55 0.5 9 0.32 105 2 0.02 5


RZ2016-007 0.96 8.7 16 1.25 232 1 0.03 46


RZ2016-008 0.04 2.2 3 0.58 161 3 0.61 224


RZ2016-009 0.04 <0.5 1 0.37 127 <1 0.04 170


RZ2016-011 1.82 37.9 26 1.55 474 1 0.07 34


RZ2016-012 1.44 31.5 39 3.11 584 3 0.05 117


RZ2016-013 4.60 57.0 48 4.46 943 3 0.07 123


RZ2016-014 1.23 14.9 13 1.03 255 1 0.08 11


12 Aug 16-01 0.21 1.8 11 1.37 286 3 0.28 70


12 Aug 16-02 0.08 0.7 9 0.75 167 2 0.46 50


12 Aug 16-03 0.18 2.4 21 1.61 395 1 0.22 57


*Rep RZ2016-007 0.96 9.0 16 1.26 238 1 0.03 47


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)
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RZ2016-001 0.06 16 0.08 11 7.2 <10 32 0.31


RZ2016-002 0.06 <10 0.29 8 6.3 <10 30 0.23


RZ2016-003 0.07 <10 0.21 14 10.2 10 40 0.45


RZ2016-004 0.36 <10 0.08 6 2.1 <10 68 0.26


RZ2016-005 0.30 <10 0.11 10 4.3 <10 77 0.37


RZ2016-006 0.01 <10 <0.01 <5 0.6 <10 <5 0.05


RZ2016-007 0.12 <10 0.49 6 2.9 <10 41 0.15


RZ2016-008 <0.01 <10 0.15 <5 2.8 <10 89 0.02


RZ2016-009 <0.01 <10 0.33 <5 3.3 <10 6 0.05


RZ2016-011 0.23 45 0.23 8 1.5 <10 62 0.33


RZ2016-012 0.04 <10 0.09 8 9.7 <10 22 0.20


RZ2016-013 0.28 <10 <0.01 13 4.8 <10 92 0.37


RZ2016-014 0.25 <10 0.05 5 1.5 <10 69 0.24


12 Aug 16-01 0.02 <10 0.02 <5 3.6 <10 48 0.07


12 Aug 16-02 <0.01 <10 0.04 <5 2.4 <10 65 0.04


12 Aug 16-03 0.02 <10 0.03 8 7.0 <10 44 0.13


*Rep RZ2016-007 0.13 <10 0.49 6 3.0 <10 42 0.16


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)
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RZ2016-001 101 <10 7.6 156 1.9


RZ2016-002 75 <10 7.8 87 1.3


RZ2016-003 128 <10 11.5 142 <0.5


RZ2016-004 63 <10 11.5 79 1.1


RZ2016-005 93 <10 7.2 107 1.1


RZ2016-006 7 <10 1.9 21 10.5


RZ2016-007 34 <10 4.2 36 4.2


RZ2016-008 22 <10 0.9 11 <0.5


RZ2016-009 93 <10 1.3 19 <0.5


RZ2016-011 59 <10 4.7 105 2.6


RZ2016-012 128 <10 8.0 103 0.9


RZ2016-013 89 <10 9.7 179 3.5


RZ2016-014 39 <10 4.3 43 1.6


12 Aug 16-01 29 <10 2.2 28 0.8


12 Aug 16-02 17 <10 1.2 20 <0.5


12 Aug 16-03 44 <10 4.6 36 3.7


*Rep RZ2016-007 35 <10 4.5 37 4.6


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .
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Certificate of Analysis
Work Order : SU1600828A 


[Report File No.: 0000007966]
Date: September 29, 2016


Bill Stone


PACIFIC NORTHWEST CAPITAL


101-2148 WEST 38TH AVENUE


VANCOUVER  BC  V6M 1R9


To: P.O. No.:


Project No.:


Samples:


Received:


Pages:


-


-


3


Sep 26, 2016


Page 1 to 6


(Inclusive of Cover Sheet)


Methods Summary


No. Of Samples Method Code Description


3 GE_FAI313 @Au, Pt, Pd,  FAS, ICP-AES, 30g - 5ml (clean pots only)
3 GE_ICP14B 2 acid digest for non-organic or low sulphide <10% - ICP-OES


Storage: Pulp & Reject 


STOREPULP STORAGE :
STOREREJECT STORAGE :


Comments:


Data verifies results reported in original job SU1600828


Certified By  : __________________________________


Sarah  Thyret


Project Coordinator


SGS Minerals Services (Lakefield) is accredited by Standards Council of Canada (SCC) and conforms to the requirements of ISO/IEC 17025 for 


specific tests as indicated on the scope of accreditation to be found at http://www.scc.ca/en/programs/lab/mineral.shtml


M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion


= Composition of this sample makes detection impossible by this method


= Insufficient Sample


= No result


I.S.


--


= Listed not received


= Not applicable


L.N.R.


n.a.


*INF


Report Footer:


Methods marked with an asterisk (e.g. *NAA08V) were subcontracted


Elements marked with the @ symbol (e.g. @Cu) denote assays performed using accredited test methods


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 


liability, indemnification and jurisdiction issues defined therein.


WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 


direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .


Member of the SGS Group (Société Générale de Surveillance)
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RZ2016-35 17 82 257 <2 1.02 <3 27 <0.5


RZ2016-36 36 73 406 <2 0.07 <3 <5 <0.5


RZ2016-38 75 3067 8968 <2 13.2 16 49 <0.5


*Rep RZ2016-35 15 82 261


*Rep RZ2016-35 <2 1.01 <3 28 <0.5


Element


Method


Det.Lim.


Units


This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 
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direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 


or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 


purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .
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RZ2016-35 <5 0.73 <1 10 99 148 2.50 1


RZ2016-36 <5 0.05 <1 1 38 182 0.66 <1


RZ2016-38 <5 7.38 <1 28 37 294 2.64 <1


*Rep RZ2016-35 <5 0.73 <1 10 100 142 2.54 <1


Element


Method


Det.Lim.


Units
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RZ2016-35 0.03 1.8 1 0.36 147 <1 0.16 44


RZ2016-36 <0.01 <0.5 <1 0.08 76 3 0.02 9


RZ2016-38 0.12 2.4 48 2.58 371 8 1.36 247


*Rep RZ2016-35 0.03 1.9 1 0.36 148 <1 0.17 44


Element


Method


Det.Lim.


Units
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RZ2016-35 0.01 <2 0.03 <5 3.0 <10 33 0.04


RZ2016-36 <0.01 <2 0.02 <5 0.6 <10 <5 <0.01


RZ2016-38 <0.01 <2 0.02 5 2.3 11 286 0.01


*Rep RZ2016-35 0.01 <2 0.03 <5 3.0 <10 34 0.04


Element


Method


Det.Lim.


Units
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RZ2016-35 88 <10 1.1 12 0.7


RZ2016-36 5 <10 <0.5 3 <0.5


RZ2016-38 12 14 3.2 32 <0.5


*Rep RZ2016-35 89 <10 1.1 12 0.7


Element


Method


Det.Lim.


Units
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Certificate of Analysis
Work Order : SU1600828 


[Report File No.: 0000007887]
Date: September 21, 2016


Bill Stone


PACIFIC NORTHWEST CAPITAL


101-2148 WEST 38TH AVENUE


VANCOUVER  BC  V6M 1R9


To: P.O. No.:


Project No.:


Samples:


Received:


Pages:


-


-


16


Sep 15, 2016


Page 1 to 6


(Inclusive of Cover Sheet)


Methods Summary


No. Of Samples Method Code Description


16 SHIP Shipping
14 G_CRU26 Crush <3.0kg, 2mm, 90% passing
14 G_PUL46 Pulverize 500g, Cr steel, 75 microns, 85% passing
16 GE_FAI313 @Au, Pt, Pd,  FAS, ICP-AES, 30g - 5ml (clean pots only)
16 GE_ICP14B 2 acid digest for non-organic or low sulphide <10% - ICP-OES


Storage: Pulp & Reject 


STOREPULP STORAGE :
STOREREJECT STORAGE :


Comments:


Sample Preparation performed at the SGS Sudbury site.


Certified By  : __________________________________


Brett  Pipher


Project Coordinator


SGS Minerals Services (Lakefield) is accredited by Standards Council of Canada (SCC) and conforms to the requirements of ISO/IEC 17025 for 


specific tests as indicated on the scope of accreditation to be found at http://www.scc.ca/en/programs/lab/mineral.shtml


M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion


= Composition of this sample makes detection impossible by this method


= Insufficient Sample


= No result


I.S.


--


= Listed not received


= Not applicable


L.N.R.


n.a.


*INF


Report Footer:


Methods marked with an asterisk (e.g. *NAA08V) were subcontracted


Elements marked with the @ symbol (e.g. @Cu) denote assays performed using accredited test methods
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RZ2016-26 61 63 81 <2 0.57 <3 32 <0.5


RZ2016-27 85 151 188 <2 0.66 <3 35 <0.5


RZ2016-28 85 409 572 <2 0.36 3 10 <0.5


RZ2016-29 11 22 15 <2 1.06 <3 10 <0.5


RZ2016-29A 79 430 1542 <2 2.39 8 76 <0.5


RZ2016-30 164 738 2716 2 1.45 <3 13 <0.5


RZ2016-31 123 499 1854 <2 1.49 <3 20 <0.5


RZ2016-32 5 <10 9 <2 2.75 7 331 <0.5


RZ2016-33 19 553 612 <2 2.11 3 30 <0.5


RZ2016-34 8 51 117 <2 4.60 6 40 <0.5


RZ2016-35 16 88 268 <2 0.94 <3 27 <0.5


RZ2016-36 28 84 406 <2 0.07 <3 <5 <0.5


RZ2016-37 75 344 307 <2 1.88 <3 43 <0.5


RZ2016-38 70 3071 9524 <2 13.3 14 43 <0.5


RZ2016-39 16 171 340 <2 3.43 8 37 <0.5


RZ2016-40 54 1294 678 <2 4.32 7 43 <0.5


*Rep RZ2016-26 59 63 76


*Rep RZ2016-29 <2 0.99 <3 11 <0.5


Element


Method


Det.Lim.


Units
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RZ2016-26 <5 0.61 <1 11 17 1170 1.63 <1


RZ2016-27 <5 0.51 <1 28 16 2264 2.01 <1


RZ2016-28 <5 0.42 <1 45 21 1713 1.73 <1


RZ2016-29 <5 0.93 <1 11 16 350 1.67 <1


RZ2016-29A <5 1.04 <1 40 121 1326 2.74 <1


RZ2016-30 8 0.74 <1 46 36 2973 2.74 <1


RZ2016-31 9 0.83 <1 25 29 2824 1.87 <1


RZ2016-32 <5 0.41 <1 32 166 124 5.04 <1


RZ2016-33 <5 1.41 <1 7 18 188 1.05 2


RZ2016-34 <5 3.07 <1 5 24 304 0.76 <1


RZ2016-35 <5 0.64 <1 10 97 146 2.54 <1


RZ2016-36 <5 0.05 <1 2 37 173 0.65 <1


RZ2016-37 <5 1.15 <1 16 105 1098 3.87 <1


RZ2016-38 <5 7.71 1 28 36 339 2.83 <1


RZ2016-39 <5 2.04 <1 36 75 187 3.44 <1


RZ2016-40 <5 2.76 <1 40 60 1489 2.19 <1


*Rep RZ2016-29 <5 0.88 <1 11 14 358 1.59 <1


Element


Method


Det.Lim.


Units
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RZ2016-26 0.03 2.2 4 0.66 152 <1 0.05 58


RZ2016-27 0.04 2.1 4 0.57 137 <1 0.05 140


RZ2016-28 0.02 4.2 1 0.49 131 <1 0.04 260


RZ2016-29 0.04 4.2 3 0.60 227 <1 0.14 29


RZ2016-29A 0.24 4.6 9 1.78 213 1 0.21 342


RZ2016-30 0.06 2.6 14 1.16 282 <1 0.08 256


RZ2016-31 0.07 <0.5 14 0.94 242 2 0.13 223


RZ2016-32 0.38 4.9 33 2.34 304 <1 0.06 103


RZ2016-33 0.04 1.0 5 0.51 168 <1 0.33 30


RZ2016-34 0.05 <0.5 3 0.34 94 4 0.66 83


RZ2016-35 0.03 1.5 2 0.33 134 <1 0.14 44


RZ2016-36 <0.01 <0.5 <1 0.07 81 3 <0.01 9


RZ2016-37 0.08 1.9 3 0.48 145 <1 0.23 106


RZ2016-38 0.12 1.9 54 2.85 428 10 1.41 248


RZ2016-39 0.11 0.6 3 2.58 409 2 0.47 234


RZ2016-40 0.07 1.2 4 0.39 108 3 0.61 268


*Rep RZ2016-29 0.04 4.3 3 0.57 213 <1 0.13 29


Element


Method


Det.Lim.


Units
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RZ2016-26 0.01 <2 0.10 <5 5.3 <10 <5 0.04


RZ2016-27 0.01 6 0.33 <5 4.8 <10 7 0.04


RZ2016-28 0.02 <2 0.53 <5 3.8 <10 <5 0.04


RZ2016-29 0.02 <2 0.07 <5 5.5 <10 20 0.05


RZ2016-29A 0.01 <2 0.37 <5 4.2 <10 43 0.05


RZ2016-30 0.01 <2 0.57 <5 4.1 <10 20 0.07


RZ2016-31 <0.01 <2 0.33 <5 3.1 <10 39 0.01


RZ2016-32 0.02 <2 0.43 <5 4.2 <10 43 0.13


RZ2016-33 <0.01 <2 0.04 <5 2.6 <10 74 0.02


RZ2016-34 <0.01 <2 0.04 <5 1.2 <10 142 <0.01


RZ2016-35 0.01 <2 0.03 <5 2.5 <10 31 0.04


RZ2016-36 <0.01 <2 0.02 <5 <0.5 <10 <5 <0.01


RZ2016-37 0.03 <2 0.12 <5 2.7 <10 53 0.06


RZ2016-38 <0.01 3 0.02 6 2.3 <10 318 <0.01


RZ2016-39 0.01 <2 0.04 <5 1.8 <10 134 0.02


RZ2016-40 0.05 <2 0.51 <5 2.4 <10 176 0.02


*Rep RZ2016-29 0.02 <2 0.07 <5 5.2 <10 19 0.04


Element


Method


Det.Lim.


Units
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RZ2016-26 28 <10 1.4 30 0.9


RZ2016-27 34 <10 1.4 35 0.9


RZ2016-28 25 <10 1.5 32 1.6


RZ2016-29 34 <10 2.3 16 0.6


RZ2016-29A 28 <10 1.4 43 1.6


RZ2016-30 24 <10 2.4 55 2.0


RZ2016-31 13 <10 0.6 33 <0.5


RZ2016-32 91 <10 1.1 56 <0.5


RZ2016-33 12 <10 0.8 10 <0.5


RZ2016-34 6 <10 <0.5 3 <0.5


RZ2016-35 83 <10 0.9 11 0.8


RZ2016-36 4 <10 <0.5 2 <0.5


RZ2016-37 215 <10 1.8 15 0.5


RZ2016-38 12 12 3.1 30 <0.5


RZ2016-39 27 <10 0.7 13 0.7


RZ2016-40 27 <10 1.6 11 <0.5


*Rep RZ2016-29 33 <10 2.2 15 0.6


Element


Method


Det.Lim.


Units
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We are committed to providing accessible customer service.
If you need accessible formats or communications supports, please contact us.


Nous tenons à améliorer l’accessibilité des services à la clientèle.
Si vous avez besoin de formats accessibles ou d’aide à la communication, veuillez  
nous contacter.


1 



http://www.ontario.ca/government/accessible-customer-service-policy

mailto:pro.ndm@ontario.ca?subject=Accessibility%20Request

http://www.ontario.ca/fr/page/politique-daccessibilite-pour-les-services-la-clientele

mailto:pro.ndm@ontario.ca?subject=Probleme%20Accessibilite







